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[5 7] ABSTRACT 
The invention discloses a simpli?ed four step process 
for making an optical disc master or alternatively a 
WORM disc by ?rst making or obtaining a transparent 
polymer disc with a tracking groove of desired geome 
try molded therein, then spin coating an optically active 
lamina on the grooved side of the disc, then recording 
data on said polymer disc with groove controlled and 
tracked laser means by ablating active lamina, forming 
pits, the shape of which is determined by the groove 
geometry and finally depositing a conductive and re 
?ective lamina over the pitted active lamina. To change 
the OD master to an OD WORM, a protective cover is 
added to the electrically conductive and optically re 
?ective lamina. 

45 Claims, 4 Drawing Sheets 
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PRODUCT AND PROCESS FOR 
MANUFACTURING AN OPTICAL DISC MASTER 

Matter enclosed in heavy brackets [ ] appears in the 
original patent but forms no part of this reissue speci?ca 
tion; matter printed in italics indicates the additions made 
by reissue. 

BACKGROUND OF THE NV ENTION 

1. Field of the Invention 
This invention relates to a process for manufacture of 

an optical disc (0D) master on which data is recorded 
and from which an OD stamper may be made by con 
ventional electroforming means for mass duplication of 
many OD’s identical to the master, and which process 
may be alternatively used to make it Write Once Read 
Many (WORM) OD for test and validation of systems 
for backup archieval of data, or for general production 
of recorded 0D’s. 

2. Description of the Prior Art 
An OD master which may also include a compact 

disc (CD) master, is an article from which essentially all 
prerecorded mass produced consumer OD’s are subse 
quently molded. Indeed, the OD master is a master 
mold for a stamper which produces many OD's. The 
master is the ?rst article in the OD manufacturing pro 
cess that presents data or information on a disc or plat 
ter that one can read by optical means and from which 
copies may be made. All subsequent OD manufacturing 
and duplication processors or operations transfer that 
identical form, format and data from one article or disc 
to the next by various means, to include vacuum deposi 
tion, electroforming/plating, or injection molding pro 
cesses. Prior to making the OD master, data or informa 
tion would conventionally be recorded on tape or other 
storage devices, from which the data is transformed to 
the OD master by optical means for mass duplication 
thereof. 

Past techniques for producing a master combined 
existing technologies from various industries. The most 
prominent of these techniques is the photo resist con 
cept of the semiconductor industry. The master, and 
subsequently molded and duplicated OD’s, comprise a 
series of its describing optically recorded information 
that lay on an actual or imagined spiral line or track that 
starts at an inner radius near the center of the disc and 
continues to an outer radius near the periphery of the 
disc. conventionally, the pits are approximately 0.6 pm 
wide, 0.9 to 3.3 pm long, 0.12 pm deep, and are sepa 
rated from neighboring tracks on either side thereof by 
1.6 pm (10-6 meters). 
To accomplish the above format, the photoresist 

technique commonly used in the semiconductor indus 
try was used. By such method, a lamina of photoresist 
material is traditionally spin coated upon a very smooth, 
polished circular plate of glass. The glass plate with 
photoresist lamina is then placed in an oven to cure the 
photo resist. The photoresist coated, glass plate is next 
set upon a turntable which is caused to spin at a variably 
decreasing rate of speed to yield a constant linear veloc 
ity (CLV) of approximately 1.2 meters per sec for a 
point in the surface of the glass plate traveling radially 
outward from the center of the plate. In such systems a 
data modulated laser is set immediately above the glass 
plate and is suspended by a relatively large and complex 
translational mechanism to cause the laser to very grad 
ually, and at a steady radial rate, move outwardly from 
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2 
the center of the spinning glass plate while concomi 
tantly radiating the surface of the plate which in effect 
produces a spiral track of data in the photo resist mate 
rial. This process is referred to as mastering. What hap 
pens is that the areas designated to become pits are 
exposed to laser light along the spiral path as the plate 
rotates. After all data is recorded in the photoresist 
lamina on the glass plate, the plate is placed in at least 
one bath of developing solution, typically a multistep 
process, where the exposed areas in the photoresist are 
etched out leaving a series of pits. The glass plate with 
etched photoresist is then oven dried, followed by met 
alization of the photoresist lamina by vacuum deposi 
tion of a thin conductive lamina of metal thereon, which 
yields the desired master. The master is ?nally subjected 
to an analysis and validation process prior to electro 
forming to make a stamper and replication. 
The foregoing type of mastering system is quite ex 

pensive in terms of capital equipment involved, labor, 
space, sensitivity to motion and shock, time and costs. 
Operating costs to produce a single master can be rela 
tively expensive. 
As an alternative to the photoresist mastering system, 

another technique evolved which incorporates the use 
of a material which undergoes ablation when exposed to 
a laser thereby forming the desired pit. This process 
brought forth a number of advantages over the photore 
sist process, including a reduction in the process steps 
by eliminating, among others, developing and curing 
steps, which results in a less costly procedure and much 
shorter completion time, and the ability to monitor the 
quality of the disc concurrent with the mastering pro 
cess of recording data thereon. 

This mastering process, known as non-photo resist 
(NPR), utilizes what is referred to as a dry process 
formula (DPF) photoreactive coating. In this case, a 
unique material which needs no oven-curing, develop 
ing or drying procedures, is spin coated upon a glass 
plate disc. The plate and DPF material are then set 
upon a turntable for mastering and concomitant analy 
sis. The laser creates pits in real time by ablation permit 
ting simultaneous direct read after write (DRAW) for 
analysis of error rate and conformance to standards. 
Metalization of the pitted layer is conducted to com 
plete the mastering process. Once such a master is 
made, conventional electroplating and replication pro 
cesses are accomplished to make a stamper which is 
then used for mass duplication of OD's by conventional 
injection molding processes. 
The NPR system makes some improvement over the 

prior art largely due to eliminating etching processing 
and oven-curing but it does not eliminate motion sensi 
tivity nor the need for expensive and complex translator 
mechanisms and the glass reconditioning process. Capi 
tal expense for such systems is still substantial, and the 
cost to produce a single master is still relatively expen 
sive. 

Yet another mastering process is referred to as a di 
rect metal mastering (DMM) process. In the DMM 
process, instead of using a laser to either expose or cause 
ablation of the surface material, a tiny diamond stylus 
actually engages the surface, usually metal, and gouges 
the pits. Although technically feasible, this concept has 
had no meaningful application in industry if for no other 
reason because the "no contact" laser systems offer 
inherent increased reliability, longevity and efficiency 
over mechanical systems. 
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Therfore, although satisfactory for intended purposes 
at the time, the prior art possess inherent limitations, 
and there continues to be a long standing need for a 
more efficient, less time consuming, and less expensive 
method for manufacture of an OD master. The inven 
tion disclosed herein does just that. 

SUMMARY OF THE INVENTION 

The invention is a process and associated equipment 
for manufacture of an OD master which may be used 
for production of an OD stamper for mass production 
of duplicated OD’s or which process may alternatively 
be used to make an OD WORM disc. The invention 
conceives utilizing an optically transparent polymer 
disc having an optical tracking groove molded or 
etched with exacting dimensions on one side thereof. 
An optically active lamina is applied to the grooved 
surface of the disc by spin coating means in a clean 
room environment. The active lamina is then encoded 
with data in the form of variable length pits of dots and 
dashes by laser means configured such that the data 
modulated beam is ?nely focused from either side of the 
disc upon the active lamina while tracking along the 
spiral groove causing nearly total ablation of the active 
lamina to a desired bit pit geometry as dictated by the 
groove geometry. A very thin electrically conductive 
lamina is then deposited on the encoded active lamina 
yielding an OD master ready for electroforming pro 
cesses to make a stamper which in turn will be used to 
mass duplicate the master. Alternatively, since the con 
ductive lamina may also be re?ective, the thus pro 
duced master may be converted to a WORM disc by 
simply adding a protective layer to the re?ective lam 
ina. In short, the disclosed process may be implemented 
to produce either on OD master or an OD WORM. 

OBJECTS OF THE INVENTION 

It is a primary object of the invention to make a sim 
ple, compact, relatively fast, inexpensive and efficient 
OD mastering system. 
Another object of the invention is to provide a fast 

and inexpensive OD mastering process that will -not 
only yield an OD master but also, with the addition of 
a single protective layer, will yield a WORM archieval 
or error checking and data validation disc. 
Another object of the invention is to make an OD 

mastering system by novel application of a commer 
cially available optical head and laser and pregrooved, 
optically transparent, inexpensive polymer substrate for 
optical beam tracking to avoid need of expensive capital 
equipment and the need for bulky, and complex arrays 
of custom optics, translation systems and expensive 
glass discs found in prior 0D mastering systems. 
Another object of the invention is to utilize a tracking 

groove of a de?ned and unique geometry such that a 
data modulated laser beam accurately focused upon and 
radiating the entire groove surface from either side of 
the disc will cause a spontaneous and nearly total abla 
tion of the adjacent optically active layer thereby form 
ing a data pit the contour and boundary of which is the 
substrate groove surface itself. 

Yet another object of the invention is to lower oper 
ating expenses encountered in producing an OD master 
by use of easily made or available and inexpensive pre 
grooved polycarbonate discs thereby eliminating con 
ventional expensive glass plate substrates which, al 
though may be used over and over, require intensive 
cleaning and polishing procedures necessary to reclaim 
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4 
the glass. Still another object of the invention is to speed 
up the mastering process and decrease operation costs 
in OD mastering by eliminating several conventional 
steps, including traditional glass preparing, oven curing, 
developing and oven drying processes. 
A further object of the invention is to simplify the 

OD mastering process thereby diminishing the number 
of skilled personnel necessary to accomplish the various 
routines of conventional mastering techniques. 

Yet, a further object of the invention is to diminish 
the size, and number of peripheral OD mastering equip 
ment components thereby decreasing the amount of 
space necessary for the mastering process and thus sub 
stantial curtailing cost. 

Still a further object of the invention is to make a CD 
master and alternatively a CD WORM that can be 
recorded upon and read from either side of the disc. 

These and further objects of the invention will be 
come more readily apparent and obvious in view of the 
attached drawing, and description of a preferred em 
bodiment, in light of the appended claims. 

BRIEF DESCRIPTION OF THE DRAWING 

FIG. 1 illustrates an isometric view of a spiral 
grooved polymer disc used as a substrate in the inven 
tion with a ?rst cross section 2 cutting the disc in half 
(Step 1). 

FIG. 2 illustrates the FIG. 1 cross section of the 
pregrooved polymer disc cut in half. 
FIG. 3 illustrates a blown up section of FIG. 2 show 

ing simplified groove detail and geometry. 
FIG. 4 illustrates spin coating an optically active 30 

lamina (Step 2) and a second cross section 6. 
FIG. 5a illustrates the FIG. 4 cross section along a 

groove with the optically active lamina superimposed 
thereon. 
FIG. 5b illustrates the FIG. 4 cross section along a 

grove moving to the left depicting a stationary laser 
recording data by creating pits of nearly totally ablated 
optically active lamina (Step 3). 
FIG. 5:: illustrates the FIG 4 cross section depicting 

the formation of the reflective and conductive lamina 
by vacuum deposition, i.e. the metalization process 
(Step 4). 
FIG. 6 illustrates a blown up top view of a sector of 

grooves of the disc illustrated in FIG. 1 with pits of 
recorded information, and a third cross section 7. 
FIG. 7a illustrates a cross section of FIG. 6 before 

ablation f the active layer and before metalization, and 
corresponds to an end view of FIG. 50. 
FIG. 7b illustrates a cross section of FIG. 6 during 

the process of recording data by ablation indicating 
ablated (z and y), non-ablated (x), and ablating pits (w), 
and corresponds to an end view of FIG. 5b. 
FIG. 7c illustrates the actual cross section of FIG. 6 

after spin coating active lamina, recording on active 
lamina and metalization, and corresponds to an end 
view of FIG. 5c. 
FIG. 8 illustrates a blown up detail of FIG. 70 depict 

ing the physics/optics and relative dimensions of an 
ablated (y) and non-ablated (x) groove. 

DETAILED DESCRIPTION OF A PREFERRED 
EMBODIMENT 

The invention process disclosed herein delineates a 
new approach to existing OD mastering techniques. 
The ?rst step of the process begins with making or 
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obtaining a molded polymer disc substrate 10, conven 
tionally approximately 1.2 mm thick and 130 mm in 
diameter though not limited thereto, as illustrated in 
FIG. 1, which has, as an integral part thereof, molded in 
or etched therein an optical tracking path which path is 
preferably a groove 12 and said disc further having a 
central spindle hole 14. The polymer disc substrate is 
preferably transparent polycarbonate but may likewise 
be transparent polymethylacrylate (PMMA) or any 
other similar transparent substrate capable of carrying a 
tracking path, and furthermore need not be transparent 
if laser recording beam action is to come from the top, 
i.e. grooved side of disc 10, rather than passing through 
the bottom, i.e. non-grooved side of disc 11 as is con 
ventional and as described herein. Although not limited 
thereto, optical tracking groove 12 comprises a spiral 
track conventional in the art beginning at an inner ra 
dius r' and ending at an outer radius r". A ?rst cross 
section, cutting disc substrate 10 in half, is illustrated in 
FIG. 2, and a blowup of tracking groove 12 is illus 
trated in FIG. 3 for a clearer understanding of the pre 
ferred groove geometry. 

Because groove geometry will ultimately determine 
the geometry of a pit or bit of information formed 
therein by ablation of the optically active lamina, it is 
necessary that the groove dimensinos be that of the 
desired pit. Dimensions of groove 12 in the preferred 
embodiment are nominally as indicated in FIG. 3 dis 
counting the possibility of any nominal residual reactive 
lamina not ablated. Preferably, although not necessarily 
limited thereto, groove width is 0.6 pm, depth 0.065 
um, and the track pitch, i.e. the distance, including the 
“land" 38, between successive tracks or grooves, is 1.6 
p, which will yield an ablated pit, utilizing a 780 nm 
(laser of 5 to 15 mW power, of l to l deep approxi 
mately 200 A), 0.4 to 0.6 uwide, and from 0.9 to 3.3 pm 
long as desired. 
The second step is illustrated in FIG. 4. The pre 

grooved optically transparent polycarbonate, disc sub 
strate 10 is laminated by spin coating means 16 with a 
very thin lamina 19, approximately 0.13 pm thick of an 
optically active substance, which in the preferred em 
bodiment is a solution of a dye polymer compound of 
nitrocellulose, dye sensitive to 780 nm wavelength of 
light. 

FIG. 50, as a cross section of FIG. 4, illustrates a 
longitudinal side view of a short strip or sector of a 
single tracking groove 12 on polycarbonate disc sub 
strate 10 indicating optically active nitrocellulose lam 
ina l8 superimposed upon the surface 20 of tracking 
groove 12. 
The third step of the mastering process is illustrated 

in FIG. 5b, which illustrates the data recording process. 
FIG. 5b illustrates data recording by means of a disc 
spinning above an optical head 22 with laser beam 34 
passing through the transparent polycarbonate sub 
strate 10 to irradiate upon the optically active lamina 18; 
however, it is equally feasible to place optical head 22 
above the disc and radiate the active lamina 18 from 
above rather than below as is customary in the prior art, 
in which case it would not be necessary for substrate 10 
to be transparent. However, placing laser 22 below the 
spinning disc 10 is preferred because ablated matter or 
other stray particulate matter settling upon the top sur 
face of active lamina 19 is more likely than on the bot 
tom surface of substrate 10, and furthermore particulate 
matter on the bottom of substrate 10 would not occlude 
active lamina 18 as would a particle on active lamina 18 
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6 
itself because the relatively large laser beam 34 is f0 
cused through substrate 10 to a point of approximately 
a micron in diameter on the bottom surface 20 of groove 
12 and the adjacent active lamina 18. In the preferred 
embodiment, however, a 780 nm laser source 22, situ 
ated below disc substrate 10, is caused to pass a finely 
focused laser beam 34 through disc substrate 10, focus 
ing upon active lamina 18. The dye in active lamina 18 
of the nitrocellulose compound absorbs light at 780 nm 
resulting in absorbency of substantial heat energy in 
lamina 18 which generates a rapid chemical reaction 
causing reactive lamina 18 to spontaneously decompose 
causing a nearly total ablation thereof to form pits 24. 
Laser source 22 appears stationary to tracking groove 
12 upon which it is focused and tracked, yet groove 12 
itself, as indicated by arrow 26, is moving relative to 
laser source 22 in FIG. 6, enabling a series of data to be 
recorded thereon. Laser head 22 actually moves radi 
ally outward in a straight line from the center to the 
periphery of disc 10 while tracking spiral groove 12 as 
disc 10 spins at a steadily declining rate to maintain a 
constant linear velocity (CLV) of approximately 1.2 
meters per second for a point on the surface of the disc. 
Once data is fully recorded the OD master is com 

pleted in a fourth step by vacuum deposition 28, or 
other equivalent process, of a very thin, approximately 
1000 angstroms (A), electrically conductive and opti 
cally re?ective lamina 30, which in the preferred em 
bodiment is silver (Ag) FIG. 6 illustrates a top view of 
the tracks of recorded data along tracking grooves 12 
indicated by ablated pits 24 which typically would be 1 
deep, 0.6 pm wide and 0.9 to 3.3 pm long representing 
data from 3 bits to 11 bits in CD formate or a single bit 
to multiple bits in an alternate format. FIG. 6 is actually 
a longitudinal view of FIG. 3 with data recorded. 
FIGS. 70, 7b and 7c are provided as a developmental 

cross section of FIG. 6 in an effort to more clearly 
describe the processes taking place during formation of 

' the OD master. FIG. 7a is actually FIG. 3 after an 
optically active lamina 18 has been applied to the 
grooved substrate 10 with grooves 12 and grooved 
surfaces 20 particularly and specifically labeled w, x, y 
and 2. FIG. 7b illustrates a signi?cant evolution in the 
OD mastering art, that of being able to accurately deter 
mine the geometry and ideal shape of each bit or bits of 
data recorded by optical means. Because the optically 
active lamina 18 of nitrocellulose, or any other optically 
active material that might be used for like purposes, 
spontaneously and rapidly reacts in a miniscule chemi 
cally explosive manner upon absorption of heat energy 
from the code modulated laser beam 34, it is customar 
ily difficult to predetermine with exacting dimensions 
the nature and geometry of pits of data to be recorded 
in the master that will ultimately be duplicated many 
fold for mass distribution of OD’s in a manner that data 
will always and invariably be recorded and reproduced 
in an exacting manner. The geometry and dimensions of 
grooves imprinted on the disc can indeed by determined 
to a great degree of accuracy by various means custom 
ary in the art, to include, among others, mechanical/ 
physical etching, photo resist etching and even continu 
ous ablation of a layer by means of a continuous wave 
(CW) laser beam. Therefor, by using the groove dimen 
sions and geometry to be that of the pit/data geometry, 
the accuracy of recording and duplicating data is 
greatly enhanced. By total or partial ablation of pits of 
optically active lamina 18, leaving only the grooved 
walls 20 or a nominal residual active layer, the geome 
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try of recorded data is thereby predetermined with 
great accuracy thereby eliminating variables in conven 
tional pit formation due to variable or non-homogenous 
solutions of radiation absorbing dye solute in the nitro~ 
cellulose compound solvent which indeed may cause 
differing chemical reactions resulting in varying size 
and shape pits of data. Indeed even a variable thickness 
of optically active lamina 18 may cause a variation in pit 
24 formation. However, by total or partial ablation f the 
optically active lamina 18 from the grooves 12 at points 
where data is to be recorded as pits 24, the boundaries 
and geometry of each pit is determined with as great 
deal of accuracy. 
FIG. 7b illustrates the before (it), during (w) and after 

(y and z) process of recording data. In FIG. 7b, laser 
beam 34 is caused to focus by lens 32 upon the entire 
surface 20 of a point on groove 12 illustrated as “w" 
while tracking groove 12. When a bit of information is 
to be recorded, power of laser tracking beam 34, in 
creases sufficient to cause an entire of partial ablation 
indicated by dotted surface 20 lines and emanating ar 
rows. By such means, the optically active lamina 18 
being nearly totally ablated, a pit 34 of information is 
formed with the exact of correlated dimensions of 
groove surface 20. Such is the cause in segment “2" and 
"y”, reference FIG. 6, where data was recorded. It 
should be noted that at the point on segment "x" of 
groove 12 where data was not recorded, reference FIG. 
6, the optically active lamina 18 remains intact as de 
sired. 

FIG. 70 is provided as the actual cross section of 
FIG. 6 after spin coating active layer 18, after data is 
recorded therein, and during the metalization process 
described in FIG. 5c. 

Referring now to FIG. 8, an enlarged section of FIG. 
7c is illustrated to both brie?y explain the optics con 
ventionally utilized in reading at a archieved or re 
corded upon an OD reproduced from an OD master 
disclosed herein, conventionally referred to as WORM 
(Write Once Read Many) and also to disclose a varia 
tion of and added embellishment of the invention. 

FIG. 8, without dashed line 36, illustrates detail of an 
OD master product of the invention process taught by 
this disclosure. The master when finished comprises a 
pregrooved transparent polymer substrate 10 having an 
optically active lamina 18 that has been totally or par 
tially ablated at point "y” of groove 12 where a pit of 
data is recorded and yet unaffected on the "land” 38 
(space between grooves) and at point "x" of groove 12 
where no data is recorded, all of which is covered by an 
electrically conductive lamina 30. If a third protective 
layer 36 is applied to electrically conductive lamina 30 
which is also optically reflective, e.g. silver (Ag) 
though not necessarily limited thereto, the OD master is 
effectively converted to an OD WORM with dimen 
sions as indicated due to the index of refraction (1.5 ) of 
polymer substrate 10 through which laser beam 34 must 
pass to record and read data. All dimensions in FIG. 8 
are given in angstroms (10-10 meter) for ease of com 
parison of relative layers, excepting polymer substrate 
10 which may typically be 1.2 mm and polymer protec 
tive layer 36 which is variable as desired but approxi 
mately l mm. 

In making an OD master or OD WORM it is desir 
able that a pit of recorded information be in the realm of 
i or approximately 1950 A (actually I300 A in consider 
ation of index of refraction, 1950/ L5 = I300) with use of 
a 7800 A laser in so doing, light traversing through a pit 
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24 distance would cover a re?ected distance of 2X i =i 
yielding a 180° phase difference between an incoming 
laser beam and the re?ected beam, which in turn causes 
a destructive interference pattern that can be inter 
preted as data. correspondingly, laser beam 34 not only 
records data in groove 12 but also tracks grove 12. For 
tracking purposes as at point "x” of groove 12, it is 
desirable that groove 12 and re?ective lamina 30, be in 
the realm of i or 975 A (actually 650 A, 975/ l.5=650). 
Reflected laser beam 34 crossing a groove 12 distance 
would then cover a re?ected distance 2X i =§ yielding 
a 90‘ phase difference of the re?ected beam and ther 
fore causing light dispersion which is interpreted as 
proper tracking. 

It is conceived, therefore, that although the primary 
and significant intent of the foregoing mastering process 
is to make a master from which a conventional stamper 
may be made which will yield many duplicate copies of 
the master, nevertheless, it is also conceived that a 
WORM OD may be elected utilizing the same process 
and equipment by addition of a protective layer over a 
very thin optically active and re?ecive/conductive 
laminae. 
FIG. 8 also illustrates a Read While Write capability 

as another novel feature of applicant’s invention. While 
a write laser beam 34 is recording data by active layer 
19 ablation to form pit 24, a second read laser beam 40 
antipodal to write beam 34 can be implemented to moni 
tor ablation as it is occurring to form pit 24. Although 
ther would be no re?ective layer 30 or protective layer 
36 until after all data is recorded on the master or 
WORM, it will be appreciated that in addition to refrac 
tive and transmissive characteristics of polymer 10, 
there exists also limited re?ective characteristics that 
can indeed be monitored by read beam 40. It is of little 
consequence, but should also be understood that normal 
read mode is beam 34 just as beam 34 is normal write 
made. Therefore, monitor beam 40 would be reading an 
inverted image of data written by beam 34. However, as 
pointed out supra, although less desirable the master 
could be made by using beam 40 as the recording beam 
which would likewise make beam 40 as the normal read 
mode. FIG. 8 discloses one additional feature of the 
invention. Dashed line 42 in the unrecorded "x” groove 
is included to illustrate a preferred though not necessar 
ily fully achievable embodiment. As the optically active 
lamina 18 is spin coated upon pregrooved polymer sub 
strate l0, lamina 18, being a liquid, tends to follow the 
contour of groove 12 on disc 10. Therefore, just as disc 
10 surface 20 is grooved so too is active layer 18 and of 
course subsequently added conductive/re?ective lam 
ina 30. However, it is preferred that the active lamina 18 
and superimposed conductive, re?ective lamina 30 be 
level or lie in the same plane as the land area 38 as 
illustrated by dotted line 42. By such means better re 
production characteristics of a master and better re?ec 
tive characteristics of a WORM could be achieved. 
The laser 22 used in the foregoing process is prefera 

bly a 780 nm wavelength laser though not necessarily 
limited thereto mounted in an optical head which has a 
single spot tracking capability; it being understood that 
different laser wave lengths would dictate different 
groove and pit geometry. The optical head has a lens 32 
with a numerical aperature of 0.6 such that the laser 
may be focused to a spot on tracking groove 12 which 
spot has a diameter approximately equal to the width, 
0.6 pm, of the groove when laser beam 34 passes 
through polymer substrate 10. Once lens 32 is focused, 
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optical tracking groove 12 provides a means by which 
laser 22 can track on disc 10 and follow the spiral path 
necessary for optical disc encoding. The operating sys 
tem utilizes servo means conventional in the art to ad 
just the spinning disc 10 speed to the radial translational 
movement of optical head 22 in such fashion that laser 
beam 34 is able to follow the spiral groove 12 at a con 
stant linear velocity (CLV) from the inner most groove 
radius (r') to the outermost grove radius (r"). 
The laser diode used in the invention is a diode hav 

ing sufficient power to ablate the optically active lam 
ina. The diode during recording is modulated with the 
desired data stream and by such means forms the series 
of ablated pits 25 of various length aligned along groove 
12. 
Upon completion of the metalization process of step 

4, the resultant OD master can then be electroplated by 
means conventional in the art to form a stamper for 
replication of many identical discs. Alternatively, the 
thus produced master may be converted to a WORM by 
a simple application of a protective cover or layer to the 
re?ective layer. 
Although there has been described herein above a 

particular process for making an OD master and OD 
WORM for the purpose of illustrating a manner in 
which the invention may be used to advantage, it will be 
appreciated that the invention is not limited thereto. 
Accordingly, any and all modi?cations, variations, or 
equivalent arrangement of steps which may occur to 
one skilled in the art should be considered to be within 
the scope of the invention as de?ned in the appended 
claims. 
What is claimed is: 
1. A process for making an optical disc (OD) master 

from which an OD WORM may be made comprising 
the steps of: 
making a disc substrate having an optical tracking 

path of a de?ned geometry delineated on one side 
of said substrate; 

applying a homogeneous, optically active lamina to 
said path delinated side of said disc substrate; 

optically writing data on said active lamina along said 
path in a series format of variable length bits, the 
geometry of said bits being substantially controlled 
and predetermined by the geometry of said path; 
and 

applying a conductive and optically re?ective lamina 
to said active lamina. 

2. A process according to claim 1, wherein said disc 
substrate is a polymer. 

3. A process according to claim 1, wherein said track 
ing path is a spiral commencing at an inner radius and 
terminating at an outer radius. 

4. A process according to claim 1, wherein said track 
ing path comprises a plurality of concentric circles 
having a common center at the center of said disc, com 
mencing at an inner radius and terminating at an outer 
radius. 

5. A process according to claim 1, wherein said track 
ing path is a groove. 

6. A process according to claim 1, wherein data bits 
are optically written along said path by ablation of said 
active lamina forming a series of variable length pits. 

7. A process according to claim 1, wherein said con 
ductive, optically re?ective lamina is metallic. 

8. A process for making an OD master from which an 
OD stamper and an OD WORM may be made, com 
prising the steps of: 
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10 
providing a disc substrate having an optical tracking 

path of a defined geometry delineated on one side 
of said substrate; 

applying a homogeneous, optically active lamina to 
said path delineated side of said disc substrate; 

optically writing encoded data on said active lamina 
along said path in a form substantially determined 
by the physical features of said path itself by laser 
means positioned on one side of said disc; 

optically reading and monitoring accuracy of said 
encoded data by laser means positioned on the 
opposite side of said disc while said encoded data is 
being written; and 

applying a conductive and optically re?ective lamina 
to said encoded active lamina. 

9. A process for making an OD master from which an 
OD stamper and an OD WORM may be made, com 
prising the steps of: 
making a disc substrate having an optical tracking 

path of a de?ned geometry delineated on one side 
of said substrate; 

applying a homogeneous, optically active laminate to 
said path delineated side of said disc substrate; 

optically writing data on said active lamina along said 
path in a series format of variable length bits, the 
geometry of said bits being substantially controlled 
and predetermined by the geometry of said path; 

applying a conductive and optically re?ective lamina 
to said active lamina forming an OD master; and 

applying a protective coating to said conductive/re 
?ective lamina forming an OD WORM. 

10. An optical disc structure useful for recording an 
optical disc master from which an optical disc stamper can 
be made, comprising: 

a ?at. planar substrate having an outer peripheral por 
tion; 

a first surface of said substrate having an optical track 
ing path delineated thereon. said tracking path having 
characteristics that are essentially identical through 
out said tracking path; and 

radiation sensitive and ablative lamina means responsive 
to radiation of a predetermined characteristic depos 
ited on said ?rst surface for optically recording data 
modulated information in a series of pits within said 
lamina means in response to radiation of said prede 
termined characteristic being incident said first sur 
face. 

l]. The disc de?ned by claim 10 further comprising: 
said tracking path having a predetermined size and 

shape including opposed spaced facing side walls and 
a base between said side walls designed to accommo 
date creating a pit within said lamina contained 
within said tracking path using the geometry of said 
path to assist in controlling the size of said pits; and 

whereby, exposure of said tracking path to radiation of 
said predetermined characteristic creates a pits re 
corded data that can be used as an optical disc master. 

12. The disc of claim 10 wherein said predetermined 
characteristics consists of on info red wavelength and said 
radiation sensitive and ablative lamina means contains an 
ablative dye that is optically active in response to info red 
light,‘ and 

whereby, upon exposure of said surface to light of said 
predetermined characteristics generates heat of suffi 
cient portions to oblate a portion of said lamina 
thereby making a recording pit. 
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13. The disc of claim 10 wherein said substrate consists 
of a material that is transparent to radiation of said prede 
termined characteristics. 

)4. The disc of claim 10 wherein said substrate is com 
prised of a material that is opaque to radiation of said 
predetermined characteristics. 

15. A process for making an optical disc (OD) master 
from which an optical disc stamper can be made compris 
ing the steps of‘ 

manufacturing an optical disc substrate having a surface 
with an optical tracking path of de?ned geometry 
delineated on said surface; 

applying to said surface. optically active means sensitive 
to radiation of an predetermined wavelength forform 
ing pits having a size and shape that can be repro 
duced by an electrojbrming process: 

optically writing data along said path by irradiating said 
optically active means within said path with radiation 
having said predetermined wavelength to ?rrm a series 
pits within said path. 

16. The process of claim 15 further including making an 
optical disc stamper by applying a conductive lamina to 
said surface to form a negative of said pitted surface and 
removing said conductive lamina to form said stamper. 

l 7. The process according to claim 15, wherein said disc 
substrate is transparent and said step of optically writing 
comprises focusing a laser through said transparent sub 
strate and upon said optically active means within said 
optical tracking path delineated on said surface. 

18. The process according to claim 15 wherein said opti 
cally active means consists of a lamina sensitive to info red 
light. 

19. The process according to claim 15 wherein said opti 
cal tracking path is a spiral groove. 

20. The process according to claim 15 wherein said opti 
cal tracking path is a set of concentric circles. 

21. A process for making an optical disc (OD) master 
comprising the steps of: 

manufacturing a transparent optical disc substrate hav 
ing a recording surface; 

applying to said sur?zce. a homogeneous layer of an 
optically active lamina; 

optically writing data on said sur?tce by focusing laser 
means through said transparent optical disc substrate 
from a side opposite said recording surface. 

22. A process according to claim 21. wherein said manu 
facturing step further comprises manufacturing an optical 
disc substrate containing an optical tracking path delin 
eated on said recording surface, said tracking path consist 
ing of radially spaced groove portions defining a land area 
between said radially spaced grooved portions. 

23. A process according to claim 22 wherein said series of 
data pits are formed within said tracking path. 

24. A process according to claim 22 wherein said series of 
data pits are formed within said land area. 

25. A process according to claim 22, wherein said track 
ing path consists of a V shaped groove. 

26. A process according to claim 22 wherein said optical 
tracking path is a spiral commencing at an inner radius 
and terminating at an outer radius. 

27. A process according to claim 22, wherein said track 
ing path comprises a plurality of concentric circles having a 
common center at the center of said disc, commencing at 
an inner radius and terminating at an outer radius 

28. A process according to claim 22, wherein said track> 
ing path consists of a pair of spaced side walls separated by 
a base. 

29. A process to claim 21 further comprising the steps of‘ 
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?rrming a conductive lamina upon said recording sur 

face: and 
removing said conductive lamina to form an optical disc 

stamper. 
30. A process according to claim 21, wherein said manu 

?zcturing step further consists of a using a polymer as said 
substrate. 

31. A process according to claim 21. wherein said manu 
facturing step further consists of using a glass as said sub 
strate. 

32. A process according to claim 31 wherein said data 
pits form a continuous path containing said series of pits in 
adjacent radially spaced grooves portions. 

33. The invention according to claim 32 further compris 
ing reading and monitoring said series of pits by laser 
means. 

34. The process according to claim 33 further comprising 
making an optical disc stamper by applying a conductive 
lamina to said recording surface and removing said can 
ductive lamina to make said stamper. therefrom. 

3.5. A process for making an optical disc master from 
which an optical disc stamper can be made comprising the 
steps of‘ 

providing a disc substrate having an optical tracking 
path of a defined geometry delineated on one side of 
said substrate; 

applying a homogeneous, optically active lamina to said 
path delineated side of said disc substrate; 

optically writing encoded data on said active lamina 
along said path by laser means focused on said active 
lamina to form a series of pits: and 

optically reading and monitoring accuracy of said en 
coded data by laser means focused on said series of 
pits while said encoded data is being written. 

36. A process according to claim 35 further comprising 
the steps of‘ 

applying a conductive lamina to said encoded active 
lamina; and 

removing said conductive lamina to form an optical an 
optical disc stamper therefrom. 

3 7. A process according to claim 35 wherein said series of 
data pits are formed within said tracking path. 

38. A process according to claim 35 wherein said series of 
data pits are formed within a land area defined by said 
tracking path. 

39. A process according to claim 35 wherein said optical 
disc substrate is transparent. 

40. A process according to claim 3 9. wherein the step of 
optically writing data pits comprises focusing laser means 
through said transparent optical disc substrate from a side 
opposite said recording surface. 

41. A recorded optical disc product used for making 
optical disc masters made from the process of‘ 

making an optical disc substrate having a recording 
surface with an optical tracking path of a defined 
geometry delineated on said recording surface; 

applying a homogeneous. optically active lamina to said 
path delineated surface of said disc substrate; and 

optically writing encoded data as a series of pits on said 
surface along said path, said pits having their geome 
try substantially controlled by the dimensions of said 
path. 

42. A product for optical disc stamper: according to 
claim 41 further comprising the process steps of‘ 

applying a conductive lamina over said surface contain 
ing said pits such that said conductive lamina oon 
?arms to the shape of said surface containing said 
series of pits and forms a negative pattern thereof,‘- and 
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removing said conductive lamina containing said nega 
tive pattern of said pitted surface to form said 
stamper, therefrom 

43. A recorded disc product used for making optical disc 
masters made from the process of 
making a transparent optical disc substrate having a 

recording surface on one side; 
applying a homogeneous, optically active lamina to said 

recording: and 
optically writing data on said recording surface as a 

series of pits on said surface, radially spaced from the 
center of said disc, by focusing laser means through 
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said substrate from an opposite side from that contain 
ing said recording surface. 

44. The product for optical disc masters according to 
claim 43 further comprising reading and monitoring said 
series of radially spaced pits by laser means. 

45. A product for optical disc stampers according to 
claim 43 further comprising the process steps of‘ 

applying a conductive lamina over said surface contain 
ing said pits such that said conductive lamina con 
forms to the shape of said surface containing said 
series of pits and forms a negative pattern thereof,‘ and 

removing said conductive lamina containing said nega 
tive pattern of said pitted surface to form said 
stamper, therefrom 

Q l i i U 


