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[57] ABSTRACT 
Organic pigments selected from the diketopyrrolopyr 
role, azo, isoindolinone and isoindoline series, which 
pigments consist of at least 50% by weight of platelets 
which are from 5 to 50 um long, 2 to 50 um wide and 
0.01 to 5 pm thick, with the proviso that the ratios of 
length:thickncss and widthzthickness must be at least 3. 

The pigments in platelet form are excellently suited to 
producing effect colorations in high molecular weight 
organic material and in cosmetic products. 

4 Claims, No Drawings 
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DIKETOPYRROLOPYRROLE PIGMENTS IN 
PLATELET FORM 

Matter enclosed in heavy brackets [ ] appears in the 
original patent but forms no part of this reissue speci?ca 
tion; matter printed in italics indicates the additions made 
by reissue. 

The present invention relates to organic effect pig 
ments in platelet form of speci?c pigment classes and to 
the use thereof for producing effect ?nishes. 

It is common knowledge in the art of pigments and 
has often been reported in the relevant literature that 
the particle size of a pigment must be below a certain 
limit in order that the pigment may meet the colouristic 
requirements made of it. The usual particle size is in the 
range from ca. 0.1 to 1.0 pm (q.v. Ullmanns Encyclopa 
die der technischen Chemie, Vol. 13, page 742, 3rd 
edition, 1962). It is, however, also known that the so 
called effect or pearl lustre pigments consist of quite 
large platelet-shaped particles. Formerly, the pearl lus 
tre effect was obtained with natural ?sh-silver, i.e. with 
guanin dispersions obtainable from ?sh scales. At the 
present time, the pearl lustre pigments normally consist 
of inorganic particles in platelet form which may be 
coated with coloured oxide layers (q.v. K. Dorfner, E. 
Merck, “Pearl Lustre Pigments”, Speciality Chemicals 
2 and 3, February and May 1982). These pigments, 
however, do not meet present-day colouristic standards 
in all respects. The sole exception so far is an organic 
pigment in platelet form disclosed as pearl lustre pig 
ment in US. Pat. No. 4,370,270. This pigment is a cop 
per phthalocyanine of the B-modi?cation which is syn 
thesised in the form of ?akes of at least 10 pm in length 
and 3 pm in width. When incorporated in stoving var 
nishes, this pigment gives metal effect ?nishes. 

Surprisingly, it has now been found that it is also 
possible to obtain a platelet-shaped form of compounds 
of other speci?c organic pigment classes for producing 
effect ?nishes by subjecting them to recrystallisation in 
solvents in which they are to a certain degree soluble. 

Accordingly, the present invention relates to organic 
pigments selected from the diketopyrrolopyrrole, azo, 
isoindolinone and isoindoline series, which pigments 
consist of at least 50% by weight of platelets which are 
from 5 to 50 pm long, 2 to 50 pm wide and 0.01 to 5 pm 
thick, with the proviso that the ratios of length:thick 
ness and widthzthickness must be at least 3, preferably at 
least 5. 
The pigments preferably consist at least of 70% by 

weight of platelets of the order of magnitude speci?ed 
above. 

Preferred pigments in the platelet form of this inven 
tion are l,4-diketopyrrolo-[3,4-c]pyrrole pigments, most 
preferably l,4-diketo-3,6-diphenylpyrrolo[3,4-c]pyr 
role. 
The pigments in platelet form of this invention are 

obtained from the crude pigments or the appropriate 
pigment forms by recrystallisation in an organic solvent 
or mixture of solvents, with or without water, in which 
0.5 to 10% by weight, preferably 0.1 to 5% by weight, 
of the pigment is soluble under the conditions of recrys 
tallisation, i.e. normally in the temperature range from 
50° C. to the boiling point of the solvent, or also above 
the boiling point of the solvent, under pressure, in the 
absence or presence of a solubiliser, for example an 
organic or, preferably, inorganic base such as aqueous 
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2 
sodium hydroxide, aqueous potassium hydroxide or 
pyridine, or also an acid such as sulfuric acid. 
Examples of suitable solvents are aromatic solvents 

such as toluene, xylene, o-dichlorobenzene, nitroben 
zene and, more particularly, polar solvents such as di 
methyl formamide, N-methylpyrrolidone, hexamethyl 
phosphoric triamide, sulfolane, dimethyl sulfoxide and 
dimethyl sulfone, or mixtures thereof. 

Conveniently 1 to 20% by weight, preferably 3 to 
15% by weight, of the pigment, based on the solvent or 
solvent mixture, is recrystallised for at least 30 minutes, 
with cautious stirring, in said solvent or solvent mix 
ture. The duration of the recrystallisation will depend 
on the desired size of the platelets. 
The pigments which afford the pigments in platelet 

form by the above described recrystallisation process 
are those generally known to persons skilled in the art. 
The pigments in platelet form of this invention are 

preeminently suitable for producing effect ?nishes, for 
example pearl lustre or metal lustre ?nishes, in organic 
material of high molecular weight and in cosmetic 
products. For this utility they may be used by them 
selves or in conjunction with other organic or inor 
ganic, opaque or transparent pigments and/or with 
other effect pigments. They make it possible to produce 
novel colouristic and hitherto non-adjustable effect 
?nishes of excellent fastness properties. 
Examples of high molecular weight organic materials 

which may be coloured or pigmented with the pigments 
in platelet form of this invention are cellulose ethers and 
estes such as ethyl cellulose, nitrocellulose, cellulose 
acetate or cellulose butyrate, natural resins or synthetic 
resins such as polymerisation resins or condensation 
resins, for example aminoplasts, in particular urea/for 
maldehyde and melamine/formaldehyde resins, alkyd 
resins, phenolic plastics, polycarbonates, polyole?ns, 
polystyrene, polyvinyl chloride, polyamides, polyure 
thanes, polyesters, ABS, polyphenylene oxides, rubbers, 
casein, silicone and silicone resins, singly or in admix 
ture. 
The above high molecular weight materials may be 

singly or as mixtures in the form of plastics, melts or of 
spinning solutions, paints, coating compositions or 
printing inks. 
The pigments in platelet form of this invention are 

preferably used in lacquers, especially in automotive 
lacquers, in the l- 2- or 3-layer systems applied at the 
present time for producing metal effect ?nishes, for 
example polyester/melamine or acrylate/melamine 
basic lacquers which are oversprayed with acrylate/ 
melamine clear lacquers. For this utility it is also possi 
ble to use in place of solvent-based basic lacquers those 
containing water as solvent. Further suitable binders 
are, typically, alkyd resins (non-baking and baking) as 
well as 2-K lacquers derived from hydroxyl-containing 
polyesters or acrylates and isocyanates. For use in 3 
layer systems, the bottom-most layer may also contain 
opaque organic or inorganic pigments. In such systems, 
the pigments in platelet form of this invention may be 
used in accordance with the methods described in US. 
Pat. No. 4,539,258. In other respects, the modi?ers con 
ventionally employed in all the ?elds of use referred to 
above, for example plasticisers, waxes and the like, are 
used. 
The lacquers, printing inks, plastics materials and the 

like are conveniently coloured with the pigments of this 
invention by cautiously stirring and homogenising the 
pigments in platelet form in the appropriate media with 
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the aid of dissolvers, impellers or similar apparatus. 
Intensive dispersion or grinding with balls or other 
dispersion aggregates must be avoided, as there is other 
wise the danger that the platelets will be destroyed by 
such methods and the colouristic effects lost. 
The pigments in platelet form can be added to the 

high molecular weight organic material in an amount of 
0.01 to 30% by weight, preferably of 0.1 to 10% by 
weight, based on said material. 
Cosmetic products which can be coloured with the 

pigments in platelet form of this invention for achieving 
effect colourations are, for example, eye make-up prod 
ucts such as compact powder, eye-shadow emulsions, 
mascara products and, in particular, nail varnishes. The 
pigments in platelet form of this invention can be added 
to the cosmetic product in an amount of 0.5 to 2% by 
weight, based on said product. 
The invention is illustrated by the following Exam 

ples. 

EXAMPLE 1 

With cautious stirring, l g of l,4-diketo-3,6-diphenyl 
pyrrolo[3,4-c]pyrrole is recrystallised in 50 ml of N 
methylpyrrolidone for 6 hours at 180° C. After 1 hour, 
the formation of ?ne platelets can be observed in the 
suspension. Afterwards the suspension is cooled and 
?ltered. The ?lter product is washed in succession with 
N-methylpyrrolidone, ethanol and water, and dried in a 
vacuum drier. 
A red pigment in platelet form is obtained. At least 

50% of the platelets are 5 to 50 um long, 2 to 50 um 
wide, and 0.1 to 5 pm thick. 

EXAMPLE 2 

With cautious stirring, 20 g of 1,4-diketo-3,6 
diphenylpyrrolo[3,4-c]pyrrole are recrystallised in 600 
ml of dimethyl formamide for 4 hours at 150° C. After 
wards the suspension is cooled and ?ltered. The ?lter 
product is washed in succession with dimethyl form 
amide and water, and dried in a vacuum drier. A red 
pigment in platelet form is obtained. At least 70% of the 
platelets are 10 to 30 pm long, 3 to 30 um wide, and 0.1 
to 4 pm thick. 

EXAMPLE 3 

4 g of the azo pigment, CI. Pigment Yellow 154, are 
recrystallised in 100 ml of dimethyl formamide for 4 
hours at 110° C. Afterwards the suspension is cooled 
and ?ltered. The ?lter product is washed in succession 
with dimethyl formamide and water, and dried in a 
vacuum drier. A yellow pigment in platelet form is 
obtained. 

EXAMPLE 4 

2 g of the azo pigment, CI. Pigment Yellow 74, are 
recrystallised in 100 ml of dimethyl formamide for 2 
hours at 60° C. Afterwards the suspension is cooled and 
?ltered. The ?lter product is washed in succession with 
dimethyl formamide and water, and the ?lter product is 
dried in a vacuum drier. A yellow pigment in platelet 
form is obtained. 

EXAMPLE 5 

With cautious stirring, 2 g of l,4-diketo-3,6-diphenyl 
pyrrolo[3,4-c]pyrrole is recrystallised in 100 ml of N 
methylpyrrolidone for 24 hours at 120° C. Afterwards 
the suspension is cooled to 50° C. and 150 g of water are 
added. The suspension is stirred for a few minutes, then 

20 

25 

30 

40 

45 

50 

55 

60 

65 

4 
cooled and ?ltered. The ?lter product is washed with 
water and dried in a vacuum drier. A red pigment in 
platelet form is obtained. 

EXAMPLE 6 

2 g of 1,4-diketo-3,6-diphenylpyrrolo[3,4-c]pyrrole is 
recrystallised in 100 ml of dimethyl formamide for 23 
hours at 180“ C. Afterwards the suspension is cooled 
and ?ltered. The filter product is washed in succession 
with 50 m1 of dimethyl formamide, 50 ml of isopropanol 
and copiously with water, and dried in a vacuum drier. 
A red pigment in platelet form is obtained. 

EXAMPLE 7 

6 g of an orange isoindoline pigment of formula 

CONH NC 

CH3 
NH 

HN 
V 

II 
0 

(Example 51 of US. Pat. No. 4,262,120) are recrystal 
lised in 100 ml of dimethyl formamide for 19 hours at 
180° C. in the presence of 0.22 g of a 30% solution of 
NaOH. An orange pigment in platelet form is obtained. 

EXAMPLE 8 

With cautious stirring, 15 g of l,4-diketo-3,6 
diphenylpyrrolo[3,4-c]pyrrole is recrystallised in 100 ml 
of dimethyl formamide for 4 hours at 150° C. After 
wards the suspension is cooled to 50° C. and 150 g of 
water are added. The suspension is stirred for a few 
minutes, then cooled and ?ltered. The ?lter product is 
washed with water and dried in a vacuum drier. A red 
pigment in platelet form is obtained. 

EXAMPLE 9 

2 g of an orange isoindoline pigment according to 
Example 7 are recrystallised in 100 ml of o-dichloroben 
zene for 24 hours at 175° C. in the presence of 0.2 g of 
a 30% solution of NaOH. Afterwards the suspension is 
cooled and ?ltered. The ?lter product is washed in 
succession with methanol and water, and dried in a 
vacuum drier. An orange pigment in platelet form is 
obtained. At least 50% of the platelets are 2 to 20 um 
long, 2 to 12 pm wide, and 0.1 to 1 pm thick. 

EXAMPLE 10 

32 g of the pigment obtained according to Example 2 
are stirred for 1 hour with a toothed disc stirrer at 200 
rpm into a 8.2% solution of 86 g of cellulose acetobuty 
rate (25% in butyl acetate), 4 g of zirconium octoate, 48 
g of Solvesso 150® (aromatic solvent), 70 g of butyl 
acetate and 52 g of xylene. 
Then 96 g of polyester resin Dynapol H700 ® (60%) 

and 12 g of melamine resin Maprenal MF650 ® (55%) 
are mixed with the above pigment dispersion to form a 
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lacquer, which is applied with a spray gun. After the 
coating has dried brie?y in the air, a clear lacquer based 
on a heat-curable acrylic lacquer is applied and baked 
for 30 minutes at 130° C. A red ?nish with a pronounced 
metallic effect is obtained. 

EXAMPLE 11 

500 g of the pigment obtained according to Example 
2 are stirred for 30 minutes with a toothed disc stirrer at 
250 rpm into 15 g of a nail varnish comprising 71.7 g of 
alkyd resin, Alkydal F681 ®, 21.7 g of sanga oil (petro 
leum fraction 140°—l90° C.), 1.08 g of binder Exkin 2 ®, 
1.08 g of Silicone oil A ® (1% in xylene) and 4.36 g of 
a drying agent solution (6.4 g of Co naphthenate 8%, 
37.2 g of Pb naphthenate 24% and 56.4 g of Ca naph 
thenate 4%). The mill base is applied with an automatic 
coater to Mylar PR Film® (200 um wet ?lm thick 
ness). After drying, a red ?nish with a marked pearles 
cent effect is obtained. 
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EXAMPLE 12 

200 g of the pigment obtained according to Example 
2 are blended with 13.3 g of polyvinyl chloride and 7.3 
g of dioctyl phthalate, and the mixture is processed for 
5 minutes at 145° C. to a thin ?lm on a roll mill. The 
colouration so obtained has a marked metallic effect. 
What is claimed is: 
1. A diketopyrrolopyrrole organic pigment, which 

consists of at least 50% by weight of platelets which are 
from 5 to 50 um long, 2 to 50 um wide and 0.01 to 5 pm 
thick, with the proviso that the ratios of lengthzthick 
ness and width:thickness must be at least 3. 

2. An organic pigment according to claim 1, wherein 
the ratios of lengthzthickness and width:thickness must 
be at least 5. 

3. An organic pigment according to claim 1 which is 
a 1,4-diketopyrrolo[3,4-clpyrrole pigment. 

4. An organic pigment according to claim 1 which is 
1,4-diketo-3,6-diphenylpyrrolo-[3,4-c1pyrrole. 


