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[57] ABSTRACT 

A magnetic recording medium comprises a non-magnetic 
support having provided thereon a lower magnetic layer 
having a thickness of 2.5 pm or higher and an upper 
magnetic layer having a thickness of 2 pm or lower in this 
order, wherein both the upper and lower magnetic layers 
contain ferromagnetic particles, and the lower magnetic 
layer contains carbon black having an average primary 
particle diameter of less than 20 pm in the amount of from 
1.0 to 20 parts by weight per 100 parts by weight of the 
ferromagnetic particles contained in the lower magnetic 
layer. and the upper magnetic layer contains carbon black 
having an average primary particle diameter of at least 40 
pm but less than 80 pm in an amount of from 0.1 to 10.0 
parts by weight per 100 parts by weight of the ferromagnetic 
particles contained in the upper magnetic layer. but less than 
the amount of carbon black used in the lower magnetic layer. 

48 Claims, No Drawings 
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MAGNETIC RECORDING MEDIUM 

Matter enclosed in heavy brackets I ] appears in the 
original patent but forms no part of this reissue speci? 
cation; matter printed in italics indicates the additions 
made by reissue. 

FIELD OF THE INVENTION 

This invention relates to a magnetic recording medium. 
and more particularly it relates to an improvement in a 
magnetic recording medium having at least two magnetic 
layers. 

BACKGROUND OF THE INVENTION 

Magnetic recording media comprising a non-magnetic 
support having provided thereon a magnetic layer containing 
ferromagnetic particles dispersed in a binder are generally 
used as audio tapes. video tapes and for computers. Audio 
tapes and video tapes are encased in a cassette. 

Generally. a magnetic layer of such a magnetic recording 
medium contains carbon black for the purpose of charge 
prevention. The carbon black generally used has an average 
primary particle diameter of from 10 to 150 mp. Generally. 
when carbon black having a small particle diameter is used 
in a magnetic layer. the surface of the magnetic layer 
becomes smooth. but the running properties and running 
durability deteriorate. On the other hand. when carbon black 
having a large particle diameter is used. the running prop 
erties and running durability are excellent. but surface 
smoothness is poor. Therefore. electromagnetic 
characteristics. particularly S/N in the case of a video tape. 
deteriorate. 

In light of the above. it was attempted to add carbon black 
having various average particle diameters in combination 
into a magnetic layer of a single layer system. as disclosed 
in JP-B-54-9041. IP-B-53-20203. IP-B-57-l2208 and IP-A 
58-218039. but a magnetic recording medium having satis 
factory both running durability and electromagnetic charac 
teristics could not be obtained. (The term “JP-A" as used 
herein means an “unexamined published Japanese patent 
application” and the term “JP-B” as used herein means an 
“examined Japanese patent publication”) 
A multiple layer system. wherein there are at least two 

magnetic layers. and a method of preparing a magnetic 
recording medium having both excellent running durability 
and electromagnetic characteristics is disclosed in JP-A-58 
200425. Speci?cally. J'P-A-58-200425 discloses a magnetic 
layer comprised. an upper layer and a lower layer. of two 
magnetic layers. wherein only the upper layer contains 
carbon black to improve running durability and heat resis 
tance. The lower magnetic layer does not contain carbon 
black. and thus by increasing the pacln'ng density of mag 
netic particles in the lower magnetic layer. the electromag 
netic characteristics are improved. However. in the above 
described magnetic tape. ?ne carbon black. i.e. carbon black 
having an average primary particle diameter of 30 mp. is 
contained only in the upper layer. and the absense of carbon 
black in the lower layer results in insu?icient running 
durability. Also. the upper layer is made extremely thin 
layer. i.e.. it is made to have a thickness of 1 pm or lower in 
order to improve the electromagnetic characteristics. 
However. when the magnetic layer is made so thin. the 
light-intercepting capability of the magnetic layer decreases. 
A decrease in light-intercepting capability can cause a VHS 
system to malfunction by prematurely indicating the end of 
a tape. This malfunction [occure] occurs because in the 
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2 
video deck of the VHS system. the device which detects the 
end of the type is triggered at the point where the tape no 
longer intercepts light. In other words. when the light 
intercepting capability of the magnetic layer is insu?icient. 
the detecting device misinterprets a mid-point in the tape as 
the end of the tape. which by design has poor light 
intercepting capabilities. It is the poor light-intercepting 
capability of the end of the tape which normally triggers the 
detecting device. Further. Japanese Patent Application No. 
62-136364 (corresponding to US. patent application Ser. 
No. 07/199321 ?led on May 27. 1988 by some of the 
coinventors of this invention with others) discloses a mag 
netic recording medium containing coarse carbon black 
having a particle diameter of 80 mp or higher in the upper 
magnetic layer and containing ?ne carbon black having a 
particle diameter of less than 40 mp in the lower magnetic 
layer. Since lower layer of this medium has ?ne carbon 
black the surface smoothness thereof is excellent. and due 
to the smoothness of the lower layer. the upper layer also has 
comparatively good surface smoothness. Accordingly. Japa 
nese Patent Application No. 62-136364 provides a magnetic 
recording medium with excellent electromagnetic charac 
teristics and good running durability. 

However. since the upper layer uses coarse carbon black. 
the dispersability of carbon black in that layer is not always 
su?icient. and it is therefore not always possible to obtain 
both excellent electromagnetic characteristics and good 
durability. Also. due to the use of coarse carbon black in the 
upper layer. the light-intercepting capability of the magnetic 
recording medium tends to be poor. and thus the video decks 
in VHS systems tend to malfunction because the VHS 
system’s detecting device misinterprets a mid-point in the 
tape as the tape’s end. 

Accordingly. a magnetic recording medium having (i) 
excellent electromagnetic characteristics. (ii) good running 
durability. and (iii) su?icient light-intercepting capability 
has not yet been obtained. 

SUMMARY OF THE INVENTION 

An object of this invention is to provide a magnetic 
recording medium having at least two magnetic layers and 
having excellent electromagnetic characteristics. good run 
ning durability and su?icient light-intercepting capability. 

This invention relates to a magnetic recording medium 
comprising a non-magnetic support having provided thereon 
a lower magnetic layer having a thiclmess of 2.5 pm or 
higher and an upper magnetic layer having a thickness of 2.0 
pm or lower in this order. wherein both the lower and upper 
magnetic layers contain ferromagnetic particles. and the 
lower magnetic layer contains carbon black having an 
average primary particle diameter of less than 20 mp in an 
amount of from 1.0 to 20 parts by weight per 100 parts by 
weight of the ferromagnetic particles contained in the lower 
magnetic layer. and the upper magnetic layer contains 
carbon black having an average primary particle diameter of 
at least 40 mp but less than 80 mp in an amount of from 0.1 
to 10.0 parts by weight per 100 parts by weight of the 
ferromagnetic particles contained in the upper magnetic 
layer. but less than the amount of carbon black used in the 
lower magnetic layer. 
The average primary particle diameter of the carbon black 

employed in this invention is measured by the following 
manner. 

A photo of carbon black is taken using a transmittance 
type electromicroscope (magni?ed 100.000 times). Then. 
the particle diameters of 500 carbon black particles taken in 
the photo are measured and the average value thereof is 
calculated. 
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The preferred embodiments of the above-described mag 
netic recording medium of this invention are as follows. 

(1) The above-described magnetic recording medium. 
wherein the lower magnetic layer contains the above 
described carbon black having an average primary particle 
diameter of less than 20 mp in an amount of from 3 to 15 
parts by weight per 100 parts by weight of the ferromagnetic 
particles in the lower magnetic layer. 

(2) The above-described magnetic recording medium. 
wherein the upper magnetic layer contains the above 
described carbon black having an average primary particle 
diameter of at least 40 mp but less than 80 mp in an amount 
of from 0.1 to 6.0 parts by weight per 100 parts by weight 
of the ferromagnetic particles in the upper magnetic layer. 

(3) The above-described magnetic recording medium. 
wherein me upper magnetic layer contains an abrasive agent 
in an amount of from 0.1 to 12 parts by weight. more 
preferably 0.5 to 10 parts by weight per 100 parts by weight 
of the fmromagnetic particles in the upper magnetic layer. 

(4) ‘The above-described magnetic recording medium. 
wherein the lower magnetic layer has a thickness of 3.0 pm 
or higher. and the upper magnetic layer has a thickness of 1.5 
pm or lower. 

(5) The above-described magnetic recording medium. 
wherein the speci?c surface area measured by the BET 
method of the ferromagnetic particles contained in the lower 
magnetic layer is 50 m2lg or lower. more preferably 40 mzlg 
or lower. and the speci?c surface area measured by the BET 
method of the ferromagnetic particles contained in the upper 
magnetic layer is 30 mzlg or higher. 

(6) The above-described magnetic recording medium. 
wherein the ferromagnetic particles contained in the upper 
magnetic layer have a coercive force of 1000 De or lower. 
the ferromagnetic particles contained in the lower magnetic 
layer have a coercive force of 600 Oe or higher. and the 
ferromagnetic particles contained in the lower and the upper 
magnetic layers are cobalt-modi?ed y-Fe2O3. 

Since the lower magnetic laym of the magnetic recording 
medium of this invention. contains predetermined ?ne car 
bon black as described above. the medium has excellent 
antistatic properties. and due to excellent coloration. high 
light-intercepting capabilities can be also obtained. 
On the other hand. the upper magnetic layer of this 

invention contains comparatively coarse carbon black. [the] 
The comparatively coarse carbon black is present in the 
upper layer in a smaller amount (compared to the ?ne carbon 
black of the lower layer). Hence. the ferromagnetic particles 
in the upper layer can be packed more densely. and thus 
good surface smoothness can be achieved for the upper 
magnetic layer and therefore excellent electromagnetic char 
acteristics can be obtained. 

That is. high antistatic properties and high light 
intercepting capabilities can be obtained by the contribution 
of the lower magnetic layer. and good electromagnetic 
characteristics and good running durability can be obtained 
by the contribution of the upper magnetic layer. As a whole. 
a magnetic recording medium according to the present 
invention can maintain high levels of all four of the above 
described properties. 

DETAILED DESCRIPTION OF THE 
INVENTION 

A magnetic recording medium of this invention is basi 
cally comprised of a non-magnetic support having provided 
thereon a lower magnetic layer and an upper magnetic layer 
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4 
in this order. Both the lower and upper magnetic layers 
contain ferromagnetic particles. 
The lower magnetic layer of this invention contains fine 

particles of carbon black having an average primary particle 
diameter of less than 20 mp and preferably not less than 10 
mp in an amount of from 1.0 to 20 parts by weight per 100 
parts of the ferromagnetic particles contained in the lower 
magnetic layer. and the upper magnetic layer of this inven 
tion contains comparatively coarse particles of carbon black 
having an average primary particle diameter of at least 40 
mp. preferably 50 mp or higher. but less than 80 mp in an 
amount of from 0.1 to 10.0 parts by weight per 100 parts by 
weight of the ferromagnetic particles contained in the upper 
magnetic layer. 

That is. the lower magnetic layer of the magnetic record 
ing medium of this invention contains ?ne particles of 
carbon black having a diameter of less than 20 mp. a size 
particularly effective for providing excellent electroconduc 
tive properties. and thus excellent antistatic properties can be 
obtained. Further. due to its excellent coloration. high light 
intercepting capabilities can be obtained. 
The upper magnetic layer does not contain electrocon 

ductive ?ne particles of carbon black. but the upper layer 
does contain comparatively coarse particles of carbon black 
having an average primary diameter of at least 40 mp but 
less than 80 mp in an amount less than that used in the lower 
magnetic layer. As a result. the ferromagnetic particles can 
be more densely packed. and the surface smoothness can 
therefore be excellent. thus. excellent electromagnetic char 
acteristics can be obtained. 

The lower magnetic layer of the present invention has an 
extremely excellent electroconductive property. The upper 
magnetic layer is generally thinner than the lower layer. and 
as a whole. the magnetic recording medium of the present 
invention has an excellent charging property. Accordingly. 
in order to obtain excellent electroconductivity. the upper 
magnetic layer should preferably be thinner. 
When the thickness of the upper magnetic layer is more 

than 2 pm su?icient electroconductivity can not be obtained 
Preferably. the thickness of the upper layer is from 1.5 to 0.1 
pm. When the lower magnetic layer is thinner than 2.5 pm. 
it contributes less to the improvement of electroconductivity. 
Therefore. the thickness of the lower magnetic layer is 
preferably 2.5 pm or higher. more preferably from 3.0 to 6.0 
pm. 

Running durability is largely in?uenced by the composi 
tion of the upper magnetic layer because the upper magnetic 
layer comes in direct contact with such components as the 
tape head It is generally known that the friction coe?icient 
of a magnetic recording medium decreases and its running 
durability is improved by the use of coarse particles of 
carbon black. (See JP-B-53-20203 and JP-B-57-l2208). 
However. when the coarse carbon black in a magnetic layer 
has an excessively large average diameter. the packing 
density of the ferromagnetic particles contained in the 
magnetic layer decreases dramatically. and su?icient elec 
tromagnetic characteristics cannot be obtained. Excellent 
running durability can be obtained without deterioration of 
electromagnetic characteristics by using carbon black in 
accordance with the present invention where the average 
particle diameter of the carbon black in the upper layer is 
from 40 to less than 80 mp. 

Regarding the amount of carbon black in each magnetic 
layer of this invention. the lower magnetic layer contains 
?ne particles of carbon black having an average primary 
particle diameter of less than 20 mp in an amount of from 1.0 
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to 20 parts by weight. preferably from 3 to 15 parts by 
weight per 100 parts by weight of the ferromagnetic par 
ticles contained in the lower magnetic layer. The above 
described electroconductivity and light-intercepting capa 
bilities are insuf?cient if the amount of the ?ne carbon black 
is less than 1.0 part by weight. Furthermore. the ferromag 
netic particles undesirably become less densely packed if the 
content of the ?ne carbon black is more than 15 parts by 
weight or higher. 
The upper magnetic layer contains comparatively coarse 

carbon black particles having an average primary particle 
diameter of at least 40 mp but less than 80 mp in an amount 
of from 0.1 to 10.0 parts by weight. [prefereably] preferably 
from 0.1 to 6.0 parts by weight per 100 parts by weight of 
the ferromagnetic particles contained in the upper magnetic 
layer. Running durability decreases if the amount of the 
coarse carbon black of the upper layer is less than 0.1 part 
by weight. and the ferromagnetic particles became less 
densely packed if the amount of the coarse carbon black is 
more than 10 parts by weight. When the packing density of 
the ferromagnetic particles decreases. the electromagnetic 
characteristics deteriorate. 

The types of carbon black used in the above described 
upper and lower magnetic layers are not particularly limited. 
provided that the carbon black has the above-described 
predetermined average primary particle diameters. 

Carbon black having an average primary particle diameter 
of less than 20 mp is commercially available under the trade 
names of “CONDUCI'EX SC” (average primary particle 
diameter: 18 mp) produced by Columbian Carbon Co.. Ltd. 
“BLACK PEARLS 800" (18 mp). AND “BLACK PEARLS 
1300” (12 mp) produced by Cabott Co.. Ltd. 
Carbon black having an average primary particle diameter 

of from 40 to less than 80 mp is commercially available 
under the trade names of “#60” (50 mp) produces by Asahi 
Carbon Co.. Ltd.. “Raven 450" (62 mp). and “RAVEN 410” 
(70 mp) produced by Columbia Carbon Co.. Ltd. 
The above-described speci?c trade names are non 

limiting example. and any carbon which meets the require 
ments as to the above-described average particle diameters 
can be used. The various kinds of carbon black can be used 
alone or in combination. In both the upper and the lower 
magnetic layers of the present invention. the weight ratio of 
magnetic particles to binder is preferably from 2.5 to 10.0. 
more preferably from 3 to 8. and it is preferred that the 
difference between (i) the ratio magnetic particle/binder in 
the lower magnetic layer and (ii) the magnetic particle! 
binder in the upper magnetic be 5 or lower and more 
preferably 4 or lower. 
The magnetic recording medium of this invention can be 

prepared. for example. in the following manner. 
The non-magnetic supports which can be used in this 

invention include ?lms or sheets comprised of polyesters 
such as polyethylene terephthalate (PET) or polyethylene 
naphthalate. polyole?ns such as polypropylene. cellulose 
derivatives such as cellulose triacetate or cellulose diacetate. 
vinyl type resins such as polyvinyl chloride or polyvi 
nylidene chloride. synthetic resins such as polycarbonate. 
polyarnide. polyamide irnide or polyirnide foils of non 
magnetic metals such as aluminum or copper; metal foils 
such as a stainless foil and paper and ceramic sheets. The 
non-magnetic support generally has a thiclmess of from 2.5 
to 100 pm. preferably from 3 to 80 um. 
The upper and lower magnetic layer of the magnetic 

recording medium of the present invention basically com 
prise ferromagnetic particles dispersed in a binder. The 
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6 
magnetic particles which can be used in this invention are 
not particularly limited. Examples thereof include conven 
tional ferromagnetic particles such as y-Fe2O3. FeOx 
(l.33<x<1.5). Co-containing y-Fe2O3. Co-containing FeOx 
(l.33<x<1.5). Fe3O4. Co-containing Fe3O4. CrO2. 
Co—Ni—P alloy or Fe—Co—Ni alloy. 
The magnetic recording medium of this invention is 

comprised of a lower and upper magnetic layers having 
different characteristics respectively. That is. in order to 
provide a lower magnetic layer having excellent reproduced 
output mainly at a long wave length region. the lower 
magnetic layer is prepared so that the residual magnetization 
is as high as possible. For the above purpose. the average 
particle diameter of the ferromagnetic particles in the lower 
magnetic layer is adjusted so that speci?c surface area by the 
BET method is preferably 50 m2/ g or lower. more preferably 
40 mzlg or lower. It is necessary for the upper magnetic layer 
to have excellent electromagnetic characteristics. particu 
larly a large reproduced output at short wave length record 
ing and high S/N. To achieve these characteristics. it is 
preferred to use in the upper magnetic layer ferromagnetic 
particles having a low average particle diameter. and thus. 
the speci?c surface area by the BET method for the ferro 
magnetic particles in the upper magnetic layer is preferably 
30 m2/g or higher. Among these ferromagnetic particles. 
cobalt modi?ed y-Fe2O3 is particularly preferred. It is also 
preferred that the ferromagnetic particles present in the 
upper magnetic layer have a coercive force of 1000 De or 
lower and those present in the lower magnetic layer have a 
coercive force of 600 Oe or higher. Extremely excellent 
electromagnetic characteristics can be obtained with the 
above combination. and furthermore. this combination per 
mits the carbon black of this invention to be more effective. 

For preparing a magnetic coating composition for use in 
this invention. a binder in the form of a resin is mixed with 
a solvent. Optionally. abrasive agents and lubricating agents 
can be added to the magnetic coating composition. 

Examples of resin used as the binder include conventional 
thermoplastic resins. therrnosetting resins. reactive type res 
ins and mixtures thereof. More speci?cally. examples of the 
resin include vinyl chloride copolymers (e.g.. vinyl chloride/ 
vinyl acetate copolymer. vinyl chloride/vinyl acetate/vinyl 
alcohol copolymer. vinyl chloride/vinyl acetate/acrylic acid 
copolymer. vinyl chloridelvinylidene chloride copolymer. 
vinyl chloride/acrylonitrile copolymer. ethylene/vinyl 
acetate copolymer. and vinyl chloride copolymer having a 
polar group such as —S03Na or ?SOZNa and an epoxy 
group). cellulose derivatives (such as nitrocellulose resins). 
acrylic resins. polyvinyl acetal resins. polyvinyl butyral 
resins. epoxy resins. phenoxy resins). and polyurethane 
resins (e.g.. polyester polyurethane resins. polyurethane 
resins having a polar group such as —SO3Na or --SO2Na. 
and polycarbonate polyurethane resins). 
When a hardening agent is used in the binder. polyiso 

cyanate compounds are generally used. Such polyisocyanate 
compounds are generally selected from those that are used 
as a hardening agent for polyurethane resins. 
When a hardening treatment is preformed using electron 

beam radiation. compounds having a reactive double bond 
(e.g.. urethane acrylate) can be used in the binder. 

Further. it is preferred that abrasive agents are used in the 
upper magnetic layer of this invention to improve running 
durability. 
The abrasive agents which can be used in this invention 

are preferably those having a Mohs’ hardness of 5 or higher. 
Examples thereof include MgO (Mohs’ hardness of 6). 
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Cr2C)3 (Mohs’ hardness of 8.5). ot-Al2O3 (Mohs’ hardness of 
9). y-AlzOa (Mohs’ hardness of 7 to 8). SiC (on or B. Mohs’ 
hardness of 9.5). ot-FezO3 (Moh’s hardness of 6). EN 
(Moh’s hardness of 9). silicon nitride. iron nitride. corun 
dum (Moh‘s hardness of 9). arti?cial corundum. diamond 
(Moh’s hardness of 10) and garnet (Moh’s hardness of 7). 
ot-Al2O3 is particularly preferred. 
The average particle diameter of the abrasive agents in the 

upper magnetic layer is generally from 0.05 to 1.0 pm. 
preferably from 0.10 to 0.50 pm. The abrasive agents 
preferably are present in the upper magnetic layer in an 
amount from 0.1 to 12 parts by weight. more preferably from 
0.5 to 10 parts by weight of parts by weight per 100 parts by 
weight of the ferromagnetic particles in the upper magnetic 
layer. Running durability is insu?icient when the amount of 
abrasives in the upper magnetic layer is not more than 0.1 
part by weight. and the electromagnetic characteristics are 
deteriorated and tape head wear out undesirably increases 
when the amount exceeds 12 parts by weight. If desired. 
abrasive agents having various particle diameter and/or 
made of different materials may be used in combination. 
The above-described abrasive agents are preferably used 

in the upper magnetic layer. and it is preferred not to use 
these agents in the lower magnetic layer in order to prevent 
the magnetic ?ux density from decreasing and surface 
smoothness from deteriorating. 
Examples of solvents used for preparing a magnetic 

coating composition include ketones (such as acetone. 
methyl ethyl ketone. methyl isobutyl ketone. ethyl isobutyl 
ketone. or cyclohexanone). esters (such as methyl acetate. 
ethyl acetate. butyl acetate. or monoethylether of glycol 
acetate). glycol ethers (such as ether. glycol dimethyl ether 
or dioxane). aromatic hydrocarbons (such as benzene. tolu 
ene or xylene). and chlorinated hydrocarbons (such as 
methylene chloride. ethylene chloride. carbon tetrachloride. 
chloroform. ethylene chlorohydrin or dichlorobenzene). 
Those solvents may be used alone or in combination. Polar 
solvents such as ketones or solvents having a polar solvent 
are particularly preferred. 
During the preparation of a magnetic coating 

composition. the ferromagnetic particles are homogeneously 
mixed. kneaded and dispersed with the binder. A two roll 
mill. a three roll mill. an open kneader. a kneader under 
pressure and a continuous kneader are used for 
predispersing. and then. a sand grinder and a ball mill are 
used for post-dispersing. 

Various additives such as lubricating agents or dispersing 
agents can be optionally selected. depending upon the pur 
pose. 
The magnetic coating composition thus prepared from the 

above-described materials is then coated on a non-magnetic 
support in the following manner. At ?rst. components for 
forming the lower magnetic layer (such as ?ne carbon black 
particles. resins and ferromagnetic particles. and hardening 
agents; if desired) are mixed. kneaded and dispersed with a 
solvent to prepare a coating composition for the lower 
magnetic layer. Secondly. a coating composition for the 
upper magnetic layer is prepared in the same manner as 
above. 

Then. the coating composition for the lower magnetic 
layer is coated in a dry thickness of 2.5 pm or higher. 
preferably from 3.0 to 6.0 pm. on a running non-magnetic 
magnetic support. and while the coated layer is wet. the 
coating composition for the upper magnetic layer is succes 
sively coated thereon so that the dry thickness of the upper 
magnetic layer is 2.0 pm or lower. preferably 1.5 pm or 
lower. more preferably from 0.1 to 1.0 pm. 
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An example of a method for successively coating two 

layers is as follows. When an extruding coating device is 
used as a coating device. two extruding coating devices may 
be installed for coating under the condition that a running 
non-magnetic support is sandwiched by the two extruding 
coating devices. or two devices may be installed at such a 
certain distance interval that the upper layer is coated while 
the lower magnetic layer is wet. “Wet” means the state when 
the coated layer still contains solvents and exhibits adhe 
siveness. 
The coating devices for coating the above-described mag 

netic coating compositions include an air doctor coating 
device. a blade coating device. a rod coating device. an 
extruding coating device. an air knife coating device. a 
squeeze coating device. an impregnating coating device. a 
reverse roll coating device. a transfer roll coating device. a 
gravure coating device. a kiss coating device. a cast coating 
device. a spray coating device and a spin coating device. 
Each of these coating devices is known to be useful for 
“wet-on-dry” coating, i.e., the coating composition for the 
lower magnetic layer is in a dry condition at the time the 
upper magnetic layer is coated thereon. In this invention. an 
extruding device for simultaneously multicoating having 
two slots (as disclosed in Japanese Patent Application No. 
124631) is particularly preferred. 
The upper magnetic layer obtained by the above method 

is extremely thin (having a thickness of 1.5 pm or lower). is 
uniformly thin. and has an extremely smooth surface. Thus. 
this layer can be used to prepare a magnetic recording 
medium having excellent running durability without su?er~ 
ing a deteriorating in electromagnetic characteristics. 
The above-described magnetic coating compositions are 

coated in such a manner that the total thickness of the 
magnetic layers (i.e.) the thicknesses of the lower magnetic 
layer plus that of the upper magnetic layer) is from about 2.5 
to 10 pm. 
A backing layer may be coated on the surface of the 

non-magnetic support which is opposite to the surface 
coated with the magnetic layer. Such a backing layer is 
generally formed by coating a coating composition which 
contains granular components. such as abrasive agents or 
antistatic agents and binders dispersed in an organic solvent. 

Adhesive layers may be provided on the surface of the 
non-magnetic support which is coated with a magnetic 
coating composition and on the surface of the support which 
is coated with a coating composition for forming backing 
layer. 

Generally. a layer coated with a magnetic coating com 
position (regardless whether the layer is an upper layer or a 
lower layer) is subjected to magnetic orientation to orientate 
the ferromagnetic particles contained in that magnetic layer. 
and then the layer is dried. 
The thus-dried magnetic layer is then provided with 

surface smoothing treatment. Surface smoothing treatment 
is performed. for example. using a super calender roll. Voids 
formed by the removal of solvents during drying disappear 
by surface smoothing treatment. and the ferromagnetic par 
ticles in the magnetic layer become more densely packed. As 
a result. a magnetic recording medium having excellent 
electromagnetic characteristics can be obtained. 
The thus-hardened laminate is cue to a desired shape. 

Cutting is generally performed under normal condition 
using a general cutting device such as a slitter. 

The magnetic recording medium of this invention has 
been described referring to a two layer system. i.e. a system 
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comprising an upper and a lower layer. However. the mag 
netic recording medium of the present invention may have 
three layers or more. provided that at least two magnetic 
layers have the above-described properties. 

This invention will be illustrated more speci?cally by the 
following Examples and Comparative Examples. However. 
this invention is not to be construed as being limited to the 
Examples. In each Example. all parts are by weight. unless 
otherwise mentioned. 

EXAMPLE 1 

Coating composition for the lower magnetic layer 

Co-y-Fe2O3 100 parts 
('l-Ic: 650 0 0e, 
S BET speci?c surface area: 35 mzlg) 
Vinyl chloride/vinyl acetate/ 12 parts 
maleic anhydride copolymer 
(Composition ratio: 86:131. 
Degree of polymerization 400) 
Polyester polyurethane resin 6 parts 
Carbon black A 10 parts 
(Average primary particle diameter: 18 pm) 
Butyl stearare 1 part 
Stearie acid 2 parts 
Butyl acetate 200 parts 

Coating composition for the upper magnetic layer 

Co-y-Fe2O3 100 parts 
(He: 700 Oe, 
S BET speci?c surface area: 40 mzlg) 
Vinyl chloride/vinyl acetate/ 12 parts 
mateic anhydn'de copoly'rner 
(Composition ratio: 86:13zl, 
Degree of polymerization 400) 
Potyester polyurethane resin 6 parts 
Carbon black B 1 part 
(Average primary particle diameter: 40 um) 
tar-A1203 6 parts 
(Average particle diameter: 0.6 pm) 
Butyl stearate 1 part 
Stearic acid 2 parts 
Butyl acetate 200 parts 

Separately. each of the above-described two compositions 
were mixed. kneaded and dispersed using a sand mill 
respectively. Six parts of polyisocyanate and 40 parts of 
butyl acetate were added to the thus-obtained dispersions 
and ?ltrated using a ?lter having an average pore diameter 
of 1 pm to prepare a coating composition for forming a 
lower magnetic layer and a coating composition for an upper 
magnetic layer respectively. 
The coating compositions for the lower and the upper 

magnetic layers were coated using a simultaneously multi 
coating extruding coating device having a slot for coating 
the lower magnetic layer and a slot for coating the upper 
magnetic layer in the following manner. 

Using an extruding coating device having a slot for 
coating the lower magnetic layer. the thus-prepared coating 
composition for the magnetic layer was coated in a dry 
thickness of 3.5 pm on polyethylene terephthalate support 
having a thickness of 14 pm which support was running at 
a speed of 60 m/min. Immediately thereafter. while the 
lower magnetic layer was wet. the coating composition for 
the upper magnetic layer was coated thereon in a dry 
thickness of 0.5 |.lm using an extruding coating device 
having a slot for coating a upper magnetic layer. While the 
composite magnetic layer was wet. it was provided with 
magnetic orientation using a magnet. dried provided with 
supercalendering treatment and slit to a V2 inch width to 
prepare a video tape. 
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EXAMPLE 2 

A video tape was prepared in the same manner as 
Example 1 above. except that carbon black B having an 
average primary particle diameter of 80 mg was used instead 
of 40 my in the coating composition for the upper magnetic 
layer. 

EXAMPLE 3 

A video tape was prepared in the same manner as in 
Example 1. except that carbon black A having an average 
primary particle diameter of 10 mp instead of 18 mp was 
used in the coating composition for the lower magnetic 
layer. 

EXAMPLE 4 

A video tape was prepared in the same manner as in 
Example 3. except that carbon black B having an average 
primary particle diameter of 75 mp instead of 40 mp was 
used in the coating composition for the upper magnetic 
layer. 

EXAMPLE 5 

A video tape was prepared in the same manner as in 
Example 4. except that 15 parts of carbon blackA having an 
average primary particle diameter of 18 mp was used instead 
of 10 parts of carbon black A having an average primary 
particle diameter of 10 mp in the coating composition for the 
lower magnetic layer. 

EDCAMPLE 6 

A video tape was prepared in the same manner as in 
Example 5. except that 10 parts of 'carbon black A was used 
instead of 15 parts thereof in the coating composition for the 
lower magnetic layer. and 0.1 part of carbon black B was 
used instead of 1 part thereof in the coating composition for 
the [lower] upper magnetic layer. 

EXAMPLE 7 

A video tape was prepared in the same manner as in 
Example 6. except that 5 parts of carbon black B was used 
instead of 0.1 part thereof in the coating composition for the 
upper magnetic layer. 

EXAMPLE 3 

A video tape was prepared in the same manner as in 
Example 1. except that 8 parts of carbon black A having an 
average primary particle diameter of 15 mp was used instead 
of 10 parts of carbon black A having an average primary 
particle diameter of 18 my in the coating composition for the 
lower magnetic layer. and 2 parts of carbon black B having 
an average primary particle diameter of 60 mp was used 
instead of 1 part of carbon black B having an average 
primary particle diameter of 40 mp in the coating compo 
sition for the upper magnetic layer. 

COMPARATIVE EXAMPLE 1 

A video tape was prepared in the same manner as in 
Example 1. except that carbon black B having an average 
particle diameter of 130 mg was used instead of 40 mp in the 
coating composition for the upper magnetic layer. 

COMPARATIVE EXAMPLE 2 

A video tape was prepared in the same manner as in 
Example 1. except that carbon black B having an average 
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primary particle diameter of 30 mp instead of 40 mp was 
used in the coating composition for the upper magnetic 
layer. 

COMPARATIVE EXANIPLE 3 

A video tape was prepared in the same manner as in 
Example 1. except that carbon black A having an average 
primary particle diameter of 30 mp instead of 18 mp was 
used in the coating composition for the lower magnetic layer 
and carbon black B having an average primary particle 
diameter of 75 mp instead of 40 mp was used in the coating 
composition for the upper magnetic layer. 

COMPARATIVE EXAMPLE 4 

A video tape was prepared in the same manner as in 
Example 4. except that carbon black A was not used in the 
coating composition for the lower magnetic layer. 

COMPARATIVE EXAMPLE 5 

A video tape was prepared in the same manner as in 
Example 5. except that 10 parts of carbon black A was used 
instead of 15 parts thereof in the coating composition for the 
lower magnetic layer. the thickness of the lower magnetic 
layer was 2.0 pm instead of 3.5 pm. and the thickness of the 
upper magnetic layer was 2.5 pm instead of 0.5 pm. 

REFERENCE EXAMPLE 1 

A video tape was prepared in the same'manner as in 
Example 1. except that the coating composition for the upper 
magnetic layer was not used. and only a coating composition 
for the lower magnetic layer was directly coated on a 
polyethylene terephthalate support in a dry thickness of 3.5 
pm. 

Table 1 shows the structures of the magnetic layers of the 
video tapes obtained in Examples 1 to 8. Comparative 
Examples 1 to 5 and in Reference Example 1. Table 1 also 
shows the physical properties of each of these tapes mea 
sured in the following manner. 

MEASUREMENT 
(1) Surface electric resistance 
The surface electric resistances of each tape was mea 

sured using a digital surface electric resistance meter “TR 
8611A” produced by Takeda Riken Co.. Ltd. at 23° C. and 
30% RH and using tape samples having a size of 1/2 inchxVz 
inch. 
(2) Video S/N 

SIN of each tape was measured using a noise meter 
“925C” produced by Shibasoku Co.. Ltd. The S/N values 
shown in Table l are relative values compared against the 
standard tape “Super AG T-l20” produced by Fuji Photo 
Film Co.. Ltd. which was assumed to have 0 dB as its SIN 
value. The noise level was measured using a high pass ?lter 
(10 kHz) and a low pass ?lter (4 MHz). The VTR “NV 
8300" produced by Matsushita Electric Industrial Co.. Ltd 
was used to run the tape. 
(3) Dynamic friction coe?icient (p value) 

For each tape values were calculated by the following 
equation: 

For the calculation (T) is measured as follows. When the 
tape was contacted with a stainless steel pole at a tension of 
50 g. and a tension (T) necessary for the tape to run at a rate 
of 3.3 cm/sec. was measured. 
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TABLE 1 

Lower Upper 
magnetic magnetic 

layer layer Electric Video 
Carbon A Carbon B resistance p SIN 
(HIP/Part) (mu/Part) (QJSQ) value (dB) 

Examples 

1 18/10 40/1 6 x 107 0.23 +22 
2 18/10 80/1 7 X 107 0.24 +2.1 
3 10/10 40/1 2 x 10" 0.26 +2.4 
4 10/10 75/1 2.5 X 107 0.24 +2.2 
5 18/15 75/1 1 x 107 0.26 +2.1 
6 18/10 75/O.l 7 x 107 0.23 +2.9 
7 18/10 75/5 6 x 107 0.21 +2.0 
8 15/8 60/2 8 x 107 0.25 +2.2 

Comparative 
Examples 

1 18/10 130/1 7.5 x 107 0.24 +08 
2 18/10 30/1 1 x 107 0.35 +2.5 
3 30/10 75/1 9 x 10" 0.23 +1.1 
4 —- 75/1 [3 X 10"] 0.23 +3.0 

5 x 109 
5 18/10 75/1 2 X 109 0.25 +2.3 

Reference 18/10 — 9 x 10" 0.45 +2.7 

Example 1 

It is clear from Table 1 that the magnetic recording 
medium using the predetermined carbon black of this inven 
tion is excellent in charging property of the magnetic layer 
as shown by its low surface electrical resistance. excellent in 
running durability as shown by its low p value and also 
excellent in electromagnetic characteristic as shown by its 
high SIN. 
The results for Comparative Examples 1 to 3. which used 

carbon black having average particle diameters outside the 
ranges of this invention. were as follows. Electromagnetic 
characteristics were poor in Comparative Example ‘1 
because the upper magnetic layer used carbon black having 
a large particle diameter. Running durability was deterio 
rated in Comparative Example 2 because the particle diam 
eter of carbon used in the upper magnen'c layer was too 
small. The charging property and electromagnetic charac 
teristics were insu?icient in Comparative Example 3 where 
the lower magnetic layer used carbon black having a large 
particle diameter. 
When the thickness of the lower magnetic layer was too 

thin and that of the upper magnetic layer was too thick. as 
in Comparative Example 5. the charging property was poor. 

While the invention has been described in detail and with 
reference to speci?c embodiments thereof. it will be appar 
ent to one skilled in the art that various changes and 
modi?cations can be made therein without departing from 
the spirit and scope thereof. 
What is claimed is: 
1. A magnetic recording medium comprising a non 

magnetic support having provided thereon a lower magnetic 
layer [having a thickness of 2.5 pm or higher] and an upper 
magnetic layer having a thickness of 2 pm or lower [in this 
order]. wherein both the upper and lower magnetic layers 
contain [ferromagnetic] magnetic particles and a binder. and 
the lower magnetic layer contains carbon black having an 
average primary particle diameter of less than 20 mp in an 
amount of from 1.0 to 20 parts by weight per 100 parts by 
weight of the [ferromagnetic] magnetic particles present in 
the lower magnetic layer. and the upper magnetic layer 
contains carbon black having an average primary particle 
diameter of at least 40 mp but less than 80 mp in an amount 
of from 0.1 to 10.0 parts by weight per 100 parts by weight 
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of the [ferromagnetic] magnetic particles present in the 
upper magnetic layer[. but less than the amount of carbon 
black used in the lower magnetic layer]. 

2. [A] The magnetic recording medium as in claim 1. 
wherein the lower magnetic layer contains said carbon black 
having an average primary particle diameter of less than 20 
mp in an amount of from 3 to 15 parts by weight per 100 
parts by weight of the [ferromagnetic] magnetic particles 
present in the lower magnetic layer. 

3. [A] The magnetic recording medium as in claim 1. 
wherein the upper magnetic layer contains an abrasive agent 
in an amount of from 0.1 to 12 parts by weight per 100 parts 
by weight of the [ferromagnetic]magnetic particles present 
in the upper magnetic layer. 

4. [A] The magnetic recording medium as in claim 1. 
wherein [the lower magnetic layer has a thickness of 3.0 pm 
or higher and] the upper magnetic layer has a thickness of 
from 0.1 to 1.5 pm [or lower]. 

5. [A] The magnetic recording medium as in claim [4] 13. 
wherein the lower magnetic layer has a thickness of from 3.0 
pm to 6.0 pm. 

6. [A] The magnetic recording medium as in claim 1. 
wherein the speci?c surface area measured by the BET 
method of the [ferromagnetic] magnetic particles present in 
the lower magnetic layer is 40 mzlg or lower. and the 
speci?c surface area as measured by the BET method of the 
[ferromagnetic] magnetic particles present in the upper 
magnetic layer is 30 m2/g or higher. 

7. [A] The magnetic recording medium as in claim 1. 
wherein the [ferromagnetic] magnetic particles present in 
the upper magnetic layer have a coercive force of 1.000 Oe 
or lower. and the [ferromagnetic] magnetic particles present 
in the lower magnetic layer have a coercive force of 600 Oe 
or higher[. and the ferromagnetic particles present in the 
lower and the upper magnetic layers are cobalt modi?ed 
‘($920.31 

8. [A] The magnetic recording medium as in claim 1. 
wherein the weight ratio of magnetic particles/binder in the 
upper magnetic layer and in the lower magnetic layer is from 
2.5 to 10.0. 

9. [A] The magnetic recording medium as in claim 1. 
wherein the [ferromagnetic] magnetic particles in the lower 
magnetic layer have a speci?c surface area by the BET 
method of 50 m2/ g or lower. 

10. [A] The magnetic recording medium as in claim 3. 
wherein the abrasive [agents] agent in the upper magnetic 
layer [have] has an average particle diameter of from 0.05 
to 1.0 run. 

11. [A] The magnetic recording medium as in claim 10. 
wherein the abrasive [agents] agent in the upper magnetic 
layer [have] has an average particle diameter of from 0.10 
to 0.50 um. 

12. [A] The magnetic recording medium as in claim 1. 
wherein the lower magnetic layer contains no abrasive 
agents. 

13. The magnetic recording medium as in claim 1, 
wherein the lower magnetic layer has a thickness of 2.5 pm 
or more. 

14. The magnetic recording medium as in claim 1, 
wherein the upper magnetic layer contains said carbon 
black in an amount less than the amount of carbon black 
present in the lower magnetic layer: 

15. The magnetic recording medium as in claim 1, 
wherein the average primary particle diameter of carbon 
black present in the upper magnetic layer is from 40 to my 
to 75 mp. 

16. The magnetic recording medium as in claim 15, 
wherein the average primary particle diameter of said 
carbon black is from 40 my to 70 mp. 
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17. The magnetic recording medium as in claim 1, 

wherein the average primary particle diameter of carbon 
black present in the lower magnetic layer is from 10 my to 
less than 20 mp. 

18. The magnetic recording medium as in claim I, 
wherein the upper magnetic layer contains said carbon 
black in an amount of from 0.] to 6.0 parts by weight per 100 
parts by weight of the magnetic particles present in the 
upper magnetic layer. 

19. The magnetic recording medium as in claim I, 
wherein the magnetic particles present in the lower and 
upper magnetic layers are cobalt-modi?ed 'y-Fe203. . 

20. The magnetic recording medium as in claim 19, 
wherein the magnetic particles present in the lower mag 
netic layer have a speci?c surface area measured by the BET 
method of 40 m2/g or lower and a coercive force of 600 Oe 
or higher; and the magnetic particles present in the upper 
magnetic layer have a speci?c surface area measured by the 
BET method of 30 m2/g or higher and a coercive force of 
1,000 0e or lower: 

21. The magnetic recording medium as in ckzim I, 
wherein the upper magnetic layer is coated on the lower 
magnetic layer while the lower magnetic layer is in a wet 
condition. 

22. The magnetic recording medium as in claim 14, 
wherein the lower magnetic layer has a thickness of 2.5 pm 
or more. 

23. The magnetic recording medium as in claim I, 
wherein the upper magnetic layer is coated on the lower 
magnetic layer while the lower magnetic layer is in a wet 
condition. 

24. The magnetic recording medium as in claim 22, 
wherein the upper magnetic layer is coated on the lower 
magnetic layer while the lower magnetic layer is in a wet 
condition. 

25. The magnetic recording medium as in claim 24, 
wherein the magnetic particles in the upper and lower layers 
are ferromagnetic particles. 

26. A magnetic recording medium comprising a non 
magnetic support and provided thereon a plurality of layers 
comprising an upper magnetic layer; which is the outermost 
magnetic layer; containing at least magnetic particles and a 
binder; and a lower magnetic layer containing at least 
magnetic particles and a binder; wherein said upper mag 
netic layer contains carbon black having an average pri 
mary particle diameter ranging from 40 my to less than 80 
my, and said lower magnetic layer contains carbon black 
having an average primary particle diameter of less than 20 
mp; and said upper layer is coated on said lower layer while 
the lower layer is in a wet condition; and wherein said 
carbon black is contained in the lower magnetic layer in a 
content of from 1.0 to 20 weight parts per 100 weight parts 
of the magnetic particles present in the lower magnetic 
layer; and said carbon black is contained in the upper 
magnetic layer in a content of from 0.1 to [0.0 weight parts 
per 100 weightparts of the magnetic particles present in the 
upper layer; said upper magnetic layer having a thickness of 
2 pm or less. 

27. The recording medium of claim 26, wherein said 
average primary particle diameter of carbon black con 
tained in the upper layer ranges from 40 my to 70 mp. 

28. The recording medium of claim 26, wherein said 
average primary particle diameter of carbon black con 
tained in the lower layer ranges from 10 my to less than 20 

29. The recording medium of claim 26, wherein said 
content of said carbon black contained in the upper layer is 
0.1 to 6.0 weight parts per 100 weight parts of the magnetic 
particles. 
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30. The recording medium of claim 29, wherein said 
content of said carbon bMck contained in the upper layer is 
0.1 to 2 weight parts per 100 weight parts of the magnetic 
particles. 

31. The recording medium of claim 26, wherein said 
content of said carbon black contained in the lower layer is 
1.0 to 10 weight parts per 100 weights parts of the magnetic 
particles. 

32. The recording medium of claim 40, wherein said 
content of said carbon black contained in the lower layer is 
1.0 to 8 weight parts per 100 weight parts of the magnetic 
particles. 

33. The recording medium of claim 26, wherein said layer 
thickness of the upper Myer is 0.1 to 1.5 pm. 

34. The recording medium of claim 33, wherein said layer 
thickness of the upper Myer is 0.5 to 1.5 pm. 

35. The recording medium of claim 31, wherein a layer 
thickness of the lower layer is 2.5 pm or higher: 

36. The recording medium of claim 35, wherein said layer 
thickness of the lower layer is 2.5 to 6.0 pm. 

37. The recording medium of claim 36, wherein said layer 
thickness of the lower layer is 2.5 to 3.5 pm. 

38. The recording medium of claim 26, having a coe?i 
cient of dynamic friction of 0.28 or less. 

39. The recording medium of claim 38, having a coe?i 
cient of dynamic friction of 0.25 or less. 

40. The recording medium of claim 39, having a coe?i 
cient of dynamic friction of 0.21. 

41. The recording medium of claim 26, having a surface 
electric resistance of [X107 to 8><107 Q/sq. 

42. A magnetic recording medium comprising a non 
magnetic support and provided thereon a plurality of layers 
comprising an upper magnetic layer; which is the outermost 
magnetic layer, containing at least magnetic particles and a 
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binder; and a lower magnetic layer containing at least 
magnetic particles and a binder; wherein said upper mag 
netic layer contains carbon black having an average pri 
mary particle diameter ranging from 40 my to less than 80 
my, and said lower magnetic Myer contains carbon black 
having an average primary particle diameter of less than 20 
my and said upper layer is coated on said lower layer while 
the lower layer is in a wet condition; and wherein said 
carbon black is contained in the lower magnetic layer in a 
content of from 1.0 to 20 weight parts per 100 weight parts 
of the magnetic particles present in the lower magnetic 
layer; said carbon black is contained in the upper magnetic 
layer in a content of from 0.1 to 10.0 weight parts per 100 
weight parts of the magnetic particles present in the upper 
layer; said upper magnetic layer has a thickness of 2 [.m or 
less, said lower magnetic layer has a thickness of 2.5 pm or 
higher; and the content of carbon black contained in the 
upper layer is less than the content of carbon black con 
tained in the lower magnetic layer. 

43. The recording medium of claim 42, wherein said lower 
Myer thickness is 2.5 to 6.0 pm. 

44. The recording medium of claim 43, wherein said lower 
layer thickness is 2.5 to 3.5 pm. 

45. The recording medium of claim 42, having a coe?i 
cient of dynamic friction of 0.28 or less. 

46. The recording medium of claim 42, having a coe?i 
cient of dynamic friction of 0.25 or less. 

47. The recording medium of claim 42, having a coe?i 
cient of dynamic friction of 0.21 . 

48. The recording medium of cMim 42, having a surface 
electric resistance of 1><107 to 8><1O7 Q/sq. 


