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(57) ABSTRACT 

A cut resistant yarn suitable for wrapping with an additional 
yarn covering. The cut resistant support yarn includes a core 
including only a ?rst cut resistant strand, a second cut 
resistant strand wrapped in a clockwise direction around the 
core, and a third cut resistant strand wrapped in a counter 
clockwise direction around the core. One of the second and 
third cut strands forms an inner covering surrounding only 
core, and only other of the second only and third cut resistant 
strands forms an outer covering surrounding the core and the 
inner covering. 

29 Claims, 2 Drawing Sheets 
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CUT RESISTANT SUPPORT YARN 
SUITABLE FOR WRAPPING WITH AN 

ADDITIONAL YARN COVERING 

Matter enclosed in heavy brackets [ ] appears in the 
original patent but forms no part of this reissue speci? 
cation; matter printed in italics indicates the additions 
made by reissue. 

CROSS-REFERENCE TO RELATED 
APPLICATIONS 

This application is a continuation-in-part of US. appli 
cation Ser. No. 07/641,785, ?led Jan. 16, 1991, US. Pat. No. 
5,423,168, which is a continuation-in-part of US. applica 
tion Ser. No. 07/366,886, ?led Jun. 13, 1989, now 
abandoned, which was a continuation-in-part of US. appli 
cation Ser. No. 07/176,075, ?led Mar. 31, 1988, and US. 
application Ser. No. 07/202,338, ?led Jun. 6, 1988, US. Pat. 
No. 4,838,017. The aforementioned US. application Ser. 
No. 071176,075 was, in turn a continuation of US. appli 
cation Ser. No. 06/766,846, ?led Aug. 16, 1985, now aban 
doned. The aforementioned US. application Ser. No. 
07/202,338, was, in turn, a continuation of US. application 
Ser. No. 06/915,140, ?led Oct. 3, 1986, US. Pat. No. 
4,777,789. All of the foregoing are hereby incorporated by 
reference. 

BACKGROUND OF THE INVENTION 

The present invention relates generally to yarns, fabrics 
and protective garments knitted of such yarns and, more 
particularly, to an improved cut resistant support yarn suit 
able for wrapping with an additional yarn covering. 

Certain technological advantages of various con?gura 
tions of yarns, for use in protective garments, and techno 
logical advantages of certain ?bers which be utilized in 
yarns for protective garments are known, for example from 
US. Pat. No. 4,777,789. This patent describes numerous 
uses for cut-resistant yarns and garments such as gloves and 
aprons for the meat processing industry. Other uses of cut 
resistant fabric include cut resistant jackets for surrounding 
a less cut resistant member, such as a rope, webbing; strap, 
hose, in?atables, and the like. Such cut resistant jackets are 
disclosed in US. Pat. Nos. 4,886,691 and 5,119,512. Other 
uses of cut resistant yarns may include a protective uniform 
such as worn by law enforcement of?cers a those involved 
in hazardous activities a hazardous sports, and knee and 
elbow protection pads for cyclists and the like. 

However, prior to the present invention, there was a need 
to provide a support yarn consisting of cut resistant ?bers 
that could be wrapped or spun with an additional yarn in a 
subsequent covering procedure. 

SUMMARY OF THE INVENTION 

The present invention provides a new cut resistant support 
yarn or core yarn that can be subsequently wrapped with an 
additional yarn covering to form a cut resistant yarn that can 
be weaved or knitted into a protective fabric usable as a rope, 
webbing, strap, hose, in?atable, jacket, glove, protective 
uniforms, and knee and elbow protection pads for cyclists 
and the like. 

It is a further object of the invention to provide a new 
approach for making a cut resistant support yarn that can be 
covered with a subsequent yarn covering. 

It is yet another object of the present invention to provide 
a cut resistant support yarn using a minimal number of 
strands. 
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2 
The above and other objects are accomplished according 

to the invention by the provision of a cut resistant support 
yarn suitable for wrapping with an additional yarn covering. 
The cut resistant support yarn includes a core strand com 
prised only of a ?rst cut resistant strand, a second cut 
resistant strand wrapped in a ?rst, preferably clockwise 
direction around the core strand, and a third cut resistant 
strand wrapped in a second direction around the core, 
opposite to the ?rst direction. One of the second and third cut 
resistant strands forms an inner covering surrounding the 
core, and the other of the second and third cut resistant 
strands forms an outer covering surrounding the core and the 
inner covering. 

Preferably, the ?rst cut resistant strand, the second cut 
resistant strand and the third cut resistant strand are wire 
which may be stainless steel. 

Further, preferably the ?rst cut resistant strand, the second 
cut resistant strand, and the third cut resistant strand each 
consists of one wire. 

Although all of the cut resistant strands may be composed 
of the same cut resistant material, such as stainless steel, the 
?rst cut resistant only and at least one of the second and third 
cut resistant strands may also be comprised of different 
thickness of stainless steel. 

Typically, the ?rst cut resistant strand has a diameter 
generally in a range of 0.002 inches only 0.005 inches, and 
is preferably generally about 0.0036 inches. Further, the 
second and third cut resistant strands each have diameters 
generally in a range of 0.0015 inches to 0.0036 inches, and 
are typically generally about 0.0030 inches. 
One of the second and third cut resistant strands in 

generally wrapped around the ?rst cut resistant strand 
between about 9 to 21 turns per inch to form the inner 
covering, and the other of the second and third cut resistant 
strands is wrapped around the ?rst cut resistant strand and 
the inner covering between about 7 to 19 turns per inch to 
form the outer covering. 

To form the protective fabric, an additional yarn covering 
typically surrounds the cut resistant support yarn. The addi 
tional yarn covering comprises a wrapped outer yarn, or a 
spun yarn, and is preferably ?brous. 
The present invention also contemplates a method of 

making a cut resistant yarn. A core comprised only of a ?rst 
cut resistant strand, and second and third cut resistant strands 
are provided. One of the second and third cut resistant 
strands is wrapped in a clockwise direction around the core, 
and the other of the second and third cut resistant strands is 
wrapped in a counter clockwise direction around the core. 
An inner covering surrounding the core is formed in con 
nection with one of the wrapping steps, and an outer 
covering surrounding the core and the inner covering is 
formed is connection with the other of the wrapping steps. 
These steps form a support yarn for a subsequent covering, 
which is either wrapped a spun around the support yarn. 

The invention will be described below in greater detail in 
connection with embodiments thereof that are illustrated in 
the drawing ?gures. 

BRIEF DESCRIPTION OF THE DRAWINGS 

In the drawings, wherein like reference numerals identify 
corresponding components: 

FIG. 1 in an illustration of a typical embodiment of a cut 
resistant yarn. 

FIGS. 2—5 are illustrations of various protective apparels 
manufactured using the protective yarn of FIG. 1. 
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The various bene?ts and advantages of the present inven 
tion Will be more easily understood upon reading the fol 
lowing detailed description of the invention taken in con 
junction With the draWings. 

DETAILED DESCRIPTION OF THE 
INVENTION 

With reference to the draWings, FIG. 1 illustrates a cut 
resistant yarn 10 comprising a cut resistant support yarn a 
core yarn 12 and an outer Wrap 14 in accordance With the 
principles of the present invention. The cut resistant support 
yarn 12 includes a cut resistant core 16 and tWo cut resistant 
covering strands or Wraps 18, only. Core 16 is comprised 
only of a cut resistant material, such as a stainless steel Wire. 
Cut resistant covering strand 18, Which is a metal Wire, is 
Wrapped around the core 16 to form an inner covering 22. 
Cut resistant covering strand 20, Which in likeWise a metal 
Wise, is Wrapped around both the core 16 and the inner 
covering 22 to form an outer covering 24. Strands 18 and 20 
are Wrapped in opposite directions, relative to each other, 
around the core strand. Stated alternatively, one of the 
strands 18, 20 is Wrapped in a clockWise direction, and the 
other of the strands is Wrapped in a counter-clockWise 
direction. 

Core 16, and strands 18, 20 may be comprised of the same 
material, such as stainless steel, and may be selectively 
comprised of dissimilar diameters of cut resistant materials. 
If stainless is used, the strand Will preferably be annealed 
stainless steel grade 304 Wire. Annealed Wire is preferred to 
eliminate any residual magnetic properties. 

Core 16 typically consists of only one art resistant 
mono?lament strand having a diameter in a range of 0.002 
inches to 0.005 inches, and is preferably about 0.0036 inches 
in diameter. Covering strands 18, 20 also each typically 
consists of one cut resistant mono?lament strand having a 
diameter is a range of 0.0015 inches to 0.0036 inches, and 
are preferably about 0.0030 inches in diameter. Thus, the cut 
resistant support yarn 12 preferably consists of only three 
total mono?lament strands. Alternatively, instead of 
mono?lament strands, multi?lament strands may be used. 
For eXample, core 16 may be provided as tWo or more cut 
resistant ?laments Which are parallel, tWisted or braided, to 
form one or more of the cut resistant strands. 

Typically, the covering strand 18 is Wrapped around core 
16 about 9 to 21 turns per inch to form the inner covering. 
Covering strand 20 is preferably Wrapped around inner 
covering 22 and core 16 about 7 to 21 turns per inch to form 
the outer covering 24. As mentioned, one of the covering 
strands is Wrapped in a clockWise direction, and the other 
covering strand is Wrapped is a counter clockWise direction, 
so that the tWo covering strands are Wrapped in opposite 
directions relative to each other. 

After the cut resistant support yarn 12 is formed, it is 
typically Wrapped and covered With one or more additional 
yarn strands 26 in a subsequent operation for eXample, in a 
spinning or Wrapping procedure. Yarn strand 26 comprises a 
?brous material typically selected from the group including 
nylon, aramid, eXtended chain polyethylene, high modulus 
polyethylene, cotton, Wool, ?berglass, polyester, polycotton 
and asbestos. The particular nylon is preferably a loW-shrink 
nylon. If an aramid is used, it is preferably Kevlar manu 
factured by Dupont. If eXtended chain polyethylene is 
utiliZed, it is preferably Spectra, manufactured by Allied 
Signal Corporation. High modulus polyethylenes include 
Certran manufactured by Hoerchst Celanese. Vectran manu 
factured by Hoerchst Celanese may also be used. 
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4 
Thus, cut resistant yarn 10 comprises the cut resistant 

support yarn 12 surrounded by the additional yarn strands 
26. As shoWn is FIGS. 2—5, cut resistant yarn 10 of FIG. 1 
can be Woven or knitted into a cut resistant fabric to form, 
for eXample, cut resistant gloves 28, cut resistant aprons 30, 
cut resistant jackets or sheaths 32 for surrounding a less cut 
resistant member, such as a rope, Webbing, strap, hose, 
in?atable member, or the like. Other uses of a fabric made 
from the present invention include protective uniforms 34 
such as could be Worn by laW enforcement officers or by 
those involved in haZardous activities or in haZardous sports 
activities (i.e., the fencer is the illustration), and elboW or 
knee protection pads 38. Further, as illustrated is FIG. 4, 
various other protective coverings can be manufactured 
using a fabric developed according to the present invention, 
for eXample bib 40, sleeve 42, breeches 44, stockings 46 and 
even shoes 48 can include the protective yarn of the inven 
tion. 

Further, instead of providing a cut resistant jacket or 
sheath 32 to surround and protect a less cut resistant member 
50, the member 50 can be manufactured using the cut 
resistant yarn of the present invention, thereby reducing or 
eliminating the need for a cut resistant jacket entirely. 
The various strands used in cut resistant yarn 20 need not 

be identical in composition or denier. Thus numerous varia 
tions are contemplated depending on speci?c considerations 
such as cost, teXture, etc. 
The inner a support yarn 12 and the composite yarn 10 in 

the foregoing embodiment may each be formed on a 
standard, holloW spindle covering machine (not illustrated). 
The yarn may thereafter be knitted into protective apparel 
such as the glove, uniform protective jacket, etc., on a 
conventional knitting machine such as a Shima Seiki. 

Protective apparel knitted of yarn according to the 
embodiment of the present invention has substantial slash 
and abrasion resistance is that the protective apparel Will 
protect the Wearer from sharp objects or projectiles by 
preventing the passage of the sharp object or projectile 
through the fabric. 
The invention noW being fully described, it Will be 

apparent to one of ordinary skill in the art that any changes 
and modi?cations can be made thereto Without departing 
from the spirit or scope of the invention as set forth herein. 
What is claimed is: 
1. A cut resistant support yarn suitable for Wrapping With 

an additional yarn covering the cut resistant support yarn 
comprising; 

a core comprised of a ?rst cut resistant strand; 
a second cut resistant strand Wrapped in a clockWise 

direction around the core; and 
a third cut resistant strand Wrapped in a counts clockWise 

direction around the core, Wherein one of the second 
and third cut resistant strands forms an inner covering 
surrounding the core, and the other of the second and 
third cut resistant strands forms an outer covering 
surrounding the core, and the inner covering, each of 
said strands being formed of metal. 

2. A cut resistant support yarn as de?ned in claim 1 
Wherein the ?rst cut resistant strand, the second cut resistant 
strand and the third cut resistant strand are selected from the 
group consisting of mono?lament and multi?lament Wire 
and stainless steel. 

3. A cut resistant support yarn as de?ned is claim 1, 
Wherein the ?rst cut resistant strand comprises stainless 
steel. 

4. A cut resistant support yarn as de?ned in claim 1, 
Wherein the ?rst cut resistant strand, and at least one of the 
second and third cut resistant strands are comprised of 
stainless steel. 
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5. A cut resistant support yarn as de?ned in claim 1, 
wherein the ?rst cut resistant strand has a diameter generally 
in a range of 0.002 inches to 0.005 inches. 

6. A an resistant support yarn as de?ned is claim 5, 
Wherein the ?rst cut resistant strand has a diameter generally 
about 0.0036 inches. 

7. A cut resistant support yarn as de?ned in claim 1, the 
second and third cut resistant strands each have diameters 
generally in a range of 0.0015 inches to 0.0036 inches. 

8. A cut resistant support yarn as de?ned in claim 7, 
Wherein at least one of the second and third cut resistant 
strands has a diameter generally about 0.0030 inches. 

9. A cut resistant support yarn as de?ned in claim 1, 
Wherein the ?rst cut resistant strand, the second cut resistant 
strand, and the third cut resistant strand each consists of one 
Wire. 

10. A cut resistant support yarn as de?ned in claim 1, 
Wherein at least one of the ?rst cut resistant strand, the 
second cut resistant strand and the third cut resistant strand 
is formed from a multi?lament Wire. 

11. A cut resistant, protective apparel, formed of a cut 
resistant yarn, the cut resistant yarn comprising: 

a cut resistant support yarn comprising: 
a core comprised only of a ?rst cut resistant strand; 
a second cut resistant strand Wrapped in a clockWise 

direction around the core; and 
a third cut resistant strand Wrapped in a counter clock 

Wise direction around the core, Wherein one of the 
second and third cut resistant strands forms an inner 
covering around the core, and the other of the second 
and third cut resistant strands forms an outer cover 
ing around the core and the inner covering, each of 
said ?rst, second, and third cut resistant strands being 
formed of metal. 

12. A cut resistant, protective apparel as de?ned in claim 
11, said cut resistant yarn comprising an additional yarn 
covering surrounding the cut resistant support yarn. 

13. A cut resistant, protective apparel as de?ned in claim 
12, Wherein the additional yarn covering comprises one of a 
Wrapped outer yarn and a spun yarn. 

14. A cut resistant, protective apparel as de?ned in claim 
12, Wherein the additional yarn covering comprises a ?brous 
material. 

15. A method of making a cut resistant yarn, comprising 
the steps of: 

providing a core comprised only of a ?rst cut resistant 
strand, and second and third cut resistant strands; 

Wrapping one of the second and third cut strands in a 
clockWise direction around the core; 

Wrapping the other of the second and third cut resistant 
strands in a counter clockWise direction around the 

core; 
thereby forming in connection With one of said Wrapping 

steps an inner covering surrounding the core, and an 
outer covering surrounding the core and the inner 
covering each and acid ?rst, second and third cut 
resistant strands being formed of metal. 

16. A method of making a cut resistant yarn as de?ned in 
claim 15, further comprising the step of providing an addi 
tional covering surrounding the support yarn. 

17. A method of making a cut resistant yarn as de?ned in 
claim 16, further comprising the step of Wrapping the 
additional covering around the support yarn. 

18. The cut resistant support yarn as de?ned in claim 1; 
wherein one of the second and third cut resistant strands is 
wrapped around the ?rst cut resistant strand in a range 
between about 9 to about 21 turns per inch to form the inner 
covering. 
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19. The cut resistant support yarn as de?ned in claim 1; 

wherein one of the second and third cut resistant strands is 
wrapped around the ?rst cut resistant strand and the inner 
covering in a range between about 7 to about 19 turns per 
inch to form the outer covering. 

20. A cut resistant support yarn suitable for wrapping 
with an additional yarn covering; the cut resistant support 
yarn comprising: 

a core comprised of a ?rst cut resistant strand; 
a second cut resistant strand wrapped in a clockwise 

direction around the core; and 
a third cut resistant strand wrapped in a counter clock 

wise direction around the core; 
wherein one of the second and third cut resistant strands 
forms an inner covering surrounding the core; and the 
other of the second and third cut resistant strands forms 
an outer covering surrounding the core and the inner 
covering, 

each of said strands being formed of metal; 
and further wherein said one strand is wrapped around 

the ?rst cut resistant strand in a range between about 
9 to about 21 turns per inch; 

and further wherein said other strand is wrapped around 
the ?rst cut resistant strand and the inner covering in 
a range between about 7 to about 19 turns per inch. 

21. The cut resistant support yarn as de?ned in claim 20; 
wherein the ?rst cut resistant strand; the second cut resistant 
strand and the third cut resistant strand are selected from the 
group consisting of mono?lament and multi?lament wire 
and stainless steel. 

22. The cut resistant support yarn as de?ned in claim 20; 
wherein the ?rst cut resistant strand comprises stainless 
steel. 

23. The cut resistant support yarn as de?ned in claim 20; 
wherein the ?rst cut resistant strand; and at least one of the 
second and third cut resistant strands are comprised of 
stainless steel. 

24. The cut resistant support yarn as de?ned in claim 20; 
wherein the ?rst cut resistant strand has a diameter gener 
ally about 0.0036 inches. 

25. The cut resistant support yarn as de?ned in claim 20; 
wherein at least one of the second and third cut resistant 
strands has a diameter generally about 0.0030 inches. 

26. A method of making a cut resistant yarn comprising 
the steps of." 
providing a core comprising ?rst cut resistant strand of 

metal; 
providing a second cut resistant strand of metal; 
providing a third cut resistant strand of metal; 
wrapping one of the second and third cut resistant strands 

of metal around said core in a direction selected from 
the group consisting of clockwise and counterclock 
wise; and 

wrapping the other of the second and third cut resistant 
strands of metal in a direction selected from the group 
consisting of clockwise and counterclockwise such that 
the second cut resistant strand is not wrapped in the 
same direction as the third cut resistant strand; 

thereby forming an inner covering surrounding the core; 
and an outer covering surrounding the core and the 
inner covering. 

27. The method of making a cut resistant yarn as claimed 
in claim 26; further comprising the step of providing an 
additional covering capable of surrounding the support 
yarn. 
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28. The method of making a cut resistant yarn as claimed about 9 to about 21 turns per inch and the strand of metal 
in claim 27, further comprising the step of wrapping the forming the outer covering is wrapped around the core and 
additional covering around the support yarn. inner covering in a range between about 7 to about 19 turns 

29. The method of making a cut resistant yarn as claimed per inch. 
in claim 26 wherein the strand of metal forming the inner 5 
covering is wrapped around the core in a range between * * * 


