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(57) ABSTRACT 

A method for forming a via through a dielectric layer Within 
a microelectronics fabrication. There is ?rst provided a 
substrate having a contact region formed therein. There is 
then formed upon the substrate and covering the contact 
region a blanket ?rst dielectric layer formed of a ?rst 
dielectric material Which is not susceptible to etching With 
an oxygen containing plasma. There is then formed upon the 
blanket ?rst dielectric layer a blanket second dielectric layer 
formed of a second dielectric material Which is susceptible 
to etching Within the oxygen containing plasma. There is 
then formed upon the blanket second dielectric layer a 
blanket hard mask layer formed from a hard mask material 
Which is not susceptible to etching Within the oxygen 
containing plasma. There is then formed upon the blanket 
hard mask layer a patterned ?rst photoresist layer Which 
leaves exposed a portion of the blanket hard mask layer 
greater than and completely overlapping an areal deminsion 
of a via to be formed through the blanket ?rst dielectric layer 
to access the contact layer. There is then etched While 
employing a ?rst plasma etch method the blanket hard mask 
layer to form a patterned hard mask layer de?ning a ?rst 
trench formed through the patterned hard mask layer. There 
is then etched While employing a second plasma etch 
method and at least the patterned hard mask layer the blanket 
second dielectric layer to form a patterned second dielectric 
layer having a second trench formed therethrough, Where the 
second plasma etch method employs the oxygen containing 
plasma Which preferably simultaneously strips the patterned 
?rst photoresist layer. There is then formed over at least the 
patterned second dielectric layer a patterned second photo 
resist layer Which de?nes the location of the via to be formed 
through the blanket ?rst dielectric layer. There is then etched 
While employing a third plasma etch method and the pat 
terned second photoresist layer as a third etch mask layer the 
via through the blanket ?rst dielectric layer. 

34 Claims, 4 Drawing Sheets 
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DUAL DAMASCENE PATTERNED 
CONDUCTOR LAYER FORMATION 

METHOD WITHOUT ETCH STOP LAYER 

Matter enclosed in heavy brackets [ ] appears in the 
original patent but forms no part of this reissue speci? 
cation; matter printed in italics indicates the additions 
made by reissue. 

BACKGROUND OF THE INVENTION 

1. Field of the Invention 
The present invention relates generally to methods for 

forming patterned conductor layers separated by patterned 
dielectric layers Within microelectronics fabrications. More 
particularly, the present invention relates to dual damascene 
methods for forming patterned conductor layers separated 
by patterned dielectric layers Within microelectronics fabri 
cations. 

2. Description of the Related Art 
Microelectronics fabrications are formed from microelec 

tronics substrates over Which are formed patterned micro 
electronics conductor layers Which are separated by micro 
electronics dielectric layers. 
As microelectronics integration levels have increased and 

microelectronics device and patterned conductor layer 
dimensions have decreased, it has become increasingly 
common Within the art of microelectronics fabrication to 
employ interposed betWeen the patterns of narroW lineWidth 
dimension and/or narroW pitch dimension patterned micro 
electronics conductor interconnection layers Within micro 
electronics fabrications microelectronics dielectric layers 
formed of loW dielectric constant dielectric materials. Such 
patterned microelectronics conductor interconnection layers 
often access Within the microelectronics fabrications Within 
Which they are formed patterned microelectronics conductor 
contact stud layers or patterned microelectronics conductor 
interconnection stud layers. For the purposes of the present 
disclosure, loW dielectric constant dielectric materials are 
intended as dielectric materials having a dielectric constant 
of less than about 3.0. For comparison purposes, dielectric 
layers formed employing conventional silicon oxide dielec 
tric materials, silicon nitride materials or silicon oxynitride 
dielectric materials typically have dielectric constants in the 
range of from about 4.0 to about 7.0. 

Microelectronics dielectric layers formed of loW dielec 
tric constant dielectric materials are desirable interposed 
betWeen the patterns of narroW lineWidth dimension and/or 
narroW pitch dimension patterned microelectronics conduc 
tor interconnection layers Within microelectronics fabrica 
tions since such dielectric layers formed from such loW 
dielectric constant dielectric materials provide dielectric 
layers Which assist in providing microelectronics fabrica 
tions exhibiting enhanced microelectronics fabrication 
speed, attenuated patterned microelectronics conductor 
layer parasitic capacitance, and attenuated patterned micro 
electronics conductor layer cross-talk. 
LoW dielectric constant dielectric materials Which may be 

employed for forming loW dielectric constant microelectron 
ics dielectric layers Within microelectronics fabrications are 
typically materials With hydrogen and/or carbon content, 
such as but not limited to organic polymer spin-on-polymer 
dielectric materials (such as but not limited to polyimide 
organic polymer spin-on-polymer dielectric materials, poly 
arylene-ether organic polymer spin-on-polymer dielectric 
materials, and ?uorinated poly-arylene-ether organic poly 
mer spin-on-polymer dielectric materials), amorphous car 
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2 
bon dielectric materials (such as but not limited to amor 
phous carbon and ?uorinated amorphous carbon), and 
silsesqiuoxane spin-on-glass (SOG) dielectric materials 
(such as but not limited to hydrogen silsesquioxane spin 
on-glass (SOG) dielectric materials, carbon bonded hydro 
carbon silsesquioxane spin-on-glass (SOG) dielectric 
materials, and carbon bonded ?uorocarbon silsesquioxane 
spin-on-glass (SOG) dielectric materials). 
While organic polymer spin-on-polymer dielectric 

materials, amorphous carbon dielectric materials, and sils 
esquioxane spin-on-glass (SOG) dielectric materials are thus 
desirable Within the art of microelectronics fabrication for 
forming patterned loW dielectric constant microelectronics 
dielectric layers interposed betWeen the patterns of patterned 
conductor interconnection layers Which access patterned 
conductor stud layers Within microelectronics fabrications, 
such microelectronics fabrication structures are often not 
formed entirely Without problems. In particular, such micro 
electronics fabrication structures are typically formed 
employing an etch stop layer formed interposed between: (1) 
a patterned ?rst dielectric layer through Which is formed a 
patterned conductor stud layer; and (2) a patterned loW 
dielectric constant dielectric layer Which is formed adjoining 
the patterned conductor interconnection layer Which con 
tacts the patterned conductor stud layer. The etch stop layer 
typically assures optimal de?nition of the patterned conduc 
tor interconnection layer Within respect to the patterned 
conductor stud layer. Unfortunately, the presence of such 
etch stop layers often provides additional microelectronics 
fabrication complexity Within microelectronics fabrications 
Within Which are formed patterned conductor interconnec 
tion layers Which contact patterned conductor stud layers. 

It is thus towards the goal of forming microelectronics 
fabrication structures comprising patterned loW dielectric 
constant dielectric layers separating patterned conductor 
interconnection layers Which in turn contact patterned con 
ductor stud layers, With attenuated microelectronics fabri 
cation complexity, that the present invention is directed. 

Various methods have been disclosed in the art of micro 
electronics fabrication for forming patterned microelectron 
ics layers Within microelectronics fabrications. 

For example, KorcZynski, in “LoW-k dielectric integra 
tion cost modelling,” Solid State Technology, Oct. 1997, pp. 
123—28, discloses in general various methods and materials 
for forming patterned loW dielectric constant dielectric lay 
ers interposed betWeen the patterns of patterned conductor 
interconnection layers Which in turn contact patterned con 
ductor stud layers Within microelectronics fabrications. Dis 
closed are standard patterned conductor layer formation and 
dielectric layer isolation methods and dual damascene pat 
terned conductor layer formation and dielectric layer isola 
tion methods. 

In addition, Zettler et al., in US. Pat. No. 5,422,309, 
discloses a tWo step photolithographic method for forming 
Within a dielectric layer Within an integrated circuit a 
patterned conductor contact stud layer contiguous With a 
patterned conductor interconnection layer Within the inte 
grated circuit. Within the ?rst step of the tWo step photo 
lithographic method there is formed a series of vias Within 
the dielectric layer, While Within the second step of the tWo 
step photolithographic method there is formed Within the 
dielectric layer a series of trenches contiguous With the 
series of vias through the dielectric layer, Where a photore 
sist layer employed in de?ning the trenches Within the 
second step of the tWo step method ?lls the vias formed 
Within the ?rst step of the tWo step method. 
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Further, Havemann, in US. Pat. No. 5,565,384, discloses 
a method for forming Within an integrated circuit micro 
electronics fabrication a self-aligned via through an inor 
ganic dielectric layer to access a patterned conductor layer 
formed beloW the inorganic dielectric layer, Where the 
patterned conductor layer has interposed at least partially 
betWeen its patterns an organic containing dielectric layer. 
The patterned conductor layer and the organic dielectric 
layer are completely covered by the inorganic dielectric 
layer. The method employs an anisotropic etchant Which is 
selective to the inorganic dielectric layer With respect to the 
organic dielectric layer, such that the organic dielectric layer 
service as an etch stop layer When etching the self-aligned 
via through the inorganic dielectric layer, thus avoiding 
overetching of the organic dielectric layer. 

Yet further, Huang et al., in US. Pat. No. 5,635,423, also 
discloses a dual damascene method for forming a patterned 
conductor interconnection layer contiguous With a patterned 
conductor stud layer Within a semiconductor integrated 
circuit microelectronics fabrication. The dual damascene 
method employs a blanket mask layer formed interposed 
betWeen a loWer dielectric layer through Which is formed the 
patterned conductor stud layer and an upper dielectric layer 
through Which is formed the patterned conductor intercon 
nection layer contiguous With the patterned conductor stud 
layer, Where the upper dielectric layer and the loWer dielec 
tric layer are sequentially patterned employing separate 
reactive ion etch (RIE) methods. 

Still yet further, Lee et al., in Us. Pat. No. 5,654,240, 
discloses a method for fabricating a patterned polycide 
direct contact layer upon a semiconductor substrate With 
attenuated trenching Within the semiconductor substrate. 
The method employs a patterned polysilicon layer formed 
upon a patterned dielectric layer over a semiconductor 
substrate, Where there is formed upon the patterned poly 
silicon layer a blanket metal silicide layer having formed 
thereupon a blanket hard mask layer, Where in turn a 
patterned hard mask layer formed from the blanket hard 
mask layer is employed in forming a patterned metal silicide 
layer from the blanket metal silicide layer. 

Finally Ohsaki, in Us. Pat. No. 5,677,243, discloses a 
tWo-step photolithographic method for forming Within a 
dielectric layer Within an integrated circuit a patterned 
conductor contact layer contiguous With a patterned con 
ductor interconnection layer Within the integrated circuit. 
Within a ?rst step Within the tWo-step photolithographic 
method there is formed a via through the dielectric layer to 
access a contact layer Within the integrated circuit and 
Within a second step Within the tWo-step photolithographic 
method there is formed Within the dielectric layer a trench 
Which is contiguous With the via, Where during the second 
step the via has formed therein a sacri?cial organic material 
layer. 

Desirable in the art of microelectronics fabrication are 
methods through Which there may be formed Within micro 
electronics fabrications loW dielectric constant dielectric 
layers interposed betWeen the patterns of patterned conduc 
tor interconnection layers Which in turn contact patterned 
conductor stud layers, With attenuated process complexity. 

It is toWard the foregoing object that the present invention 
is both generally and more speci?cally directed. 

SUMMARY OF THE INVENTION 

A ?rst object of the present invention is to provide a 
method for forming Within a microelectronics fabrication a 
patterned loW dielectric constant dielectric layer adjoining a 
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4 
patterned conductor interconnection layer Which in turn 
contacts a patterned conductor stud layer. 
A second object of the present invention is to provide a 

method in accord With the ?rst object of the present 
invention, Where the method provides for attenuated process 
complexity. 
A third object of the present invention is to provide a 

method in accord With the ?rst object of the present inven 
tion or the second object of the present invention, Where the 
microelectronics fabrication is a semiconductor integrated 
circuit microelectronics fabrication. 
A fourth object of the present invention is to provide a 

method in accord With the ?rst object of the present 
invention, the second object of the present invention or the 
third object of the present invention, Which method is readily 
commercially implemented. 

In accord With the objects of the present invention, there 
is provided a method for forming a via through a dielectric 
layer Within a microelectronics fabrication. To practice the 
method, there is ?rst provided a substrate employed Within 
a microelectronics fabrication, Where the substrate has a 
contact region formed therein. There is then formed upon the 
substrate and covering the contact region a blanket ?rst 
dielectric layer. The blanket ?rst dielectric layer is formed of 
a ?rst dielectric material Which is not susceptible to etching 
With an oxygen containing plasma. There is then formed 
upon the blanket ?rst dielectric layer a blanket second 
dielectric layer. The blanket second dielectric layer is 
formed of a second dielectric material Which is susceptible 
to etching Within the oxygen containing plasma. There is 
then formed upon the blanket second dielectric layer a 
blanket hard mask layer. The blanket hard mask layer is 
formed from a hard mask material Which is not susceptible 
to etching Within the oxygen containing plasma. There is 
then formed upon the blanket hard mask layer a patterned 
?rst photoresist layer. The patterned ?rst photoresist layer 
leaves exposed a portion of the blanket hard mask layer 
greater than a completely overlapping an areal deminsion of 
a via to be formed through the blanket ?rst dielectric layer 
to access the contact layer. There is then etched While 
employing a ?rst plasma etch method the blanket hard mask 
layer to form a patterned hard mask layer de?ning a ?rst 
trench formed through the patterned hard mask layer, While 
employing the patterned photoresist layer as a ?rst etch 
mask layer. The ?rst plasma etch method employs a ?rst 
etchant gas composition appropriate to the hard mask mate 
rial from Which is formed the blanket hard mask layer. There 
is then etched While employing a second plasma etch 
method and at least the patterned hard mask layer as a 
second etch mask layer the blanket second dielectric layer to 
form a patterned second dielectric layer having a second 
trench formed therethrough at a location corresponding With 
the ?rst trench formed through the blanket hard mask layer. 
The second plasma etch method employs the oxygen con 
taining plasma. There is then formed over at least the 
patterned second dielectric layer a patterned second photo 
resist layer Which de?nes the location of the via to be formed 
through the blanket ?rst dielectric layer. The areal deminsion 
of the via is contained Within the areal deminsion of the 
second trench. Finally, there is then etched While employing 
a third plasma etch method and the patterned second pho 
toresist layer as a third etch mask layer the via through the 
blanket ?rst dielectric layer. The third plasma etch method 
employs a third etchant gas composition appropriate to the 
?rst dielectric material. 

There may then be formed Within at least the via and the 
second trench While employing a damascene method a 
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patterned conductor interconnection layer contiguous With a 
patterned conductor stud layer. 

The present invention provides a method for forming 
Within a microelectronics fabrication a patterned loW dielec 
tric constant dielectric layer adjoining a patterned conductor 
interconnection layer Which in turn contacts a patterned 
conductor stud layer, Where the method provides for attenu 
ated process complexity. The method of the present inven 
tion realiZes the foregoing objects by employing When 
forming the patterned loW dielectric constant dielectric layer 
a loW dielectric constant dielectric material Which is etch 
able Within an oxygen containing plasma. The patterned loW 
dielectric constant dielectric layer so formed is formed upon 
a blanket ?rst dielectric layer Which is not etchable Within 
the oxygen containing plasma, Where there is subsequently 
formed through the blanket ?rst dielectric layer a via access 
ing a contact region Within a substrate layer formed beneath 
the blanket ?rst dielectric layer. Thus, When employing an 
appropriate hard mask layer and an oxygen containing 
plasma etch method employing the oxygen containing 
plasma, there may be formed Without employing an etch 
stop layer interposed betWeen the blanket ?rst dielectric 
layer and the blanket loW dielectric constant dielectric layer 
a trench through the blanket loW dielectric constant dielec 
tric layer and When employing a second pattern photoresist 
layer and a third plasma etch method a via through the 
blanket ?rst dielectric layer, Where the areal deminsion of 
the via is contained Within the areal deminsion of the trench. 
There may then be formed into the via and the trench While 
employing a damascene method a patterned planariZed 
contiguous conductor interconnection and conductor stud 
layer. Thus, the present invention provides a method for 
forming Within a microelectronics fabrication a patterned 
loW dielectric constant dielectric layer adjoining a patterned 
conductor interconnection layer Which in turn contacts and 
is contiguous With a patterned conductor stud layer, Where 
the method provides for attenuated process complexity. 

The present invention may be employed Where the micro 
electronics fabrication is a semiconductor integrated circuit 
microelectronics fabrication. The present invention does not 
discriminate With respect to the nature of a microelectronics 
fabrication Within Which is formed a patterned loW dielectric 
constant dielectric layer interposed betWeen the patterns of 
a patterned conductor interconnection layer Which in turn 
contacts a patterned conductor stud layer. Thus, although the 
method of the present invention may be employed When 
forming patterned loW dielectric constant dielectric layers 
interposed betWeen the patterns of patterned conductor 
interconnection layers Which in turn contact patterned con 
ductor stud layers Within semiconductor integrated circuit 
microelectronics fabrications, the method of the present 
invention may also be employed in forming patterned loW 
dielectric constant dielectric layers interposed betWeen the 
patterns of patterned conductor interconnection layers Which 
in turn contact patterned conductor stud layers Within micro 
electronics fabrications including but not limited to semi 
conductor integrated circuit microelectronics fabrications, 
solar cell microelectronics fabrications, ceramic substrate 
microelectronics fabrications and ?at panel display micro 
electronics fabrications. 

The present invention is readily commercially imple 
mented. The present invention employs methods and mate 
rials Which are otherWise generally knoWn in the art of 
microelectronics fabrication. Since it is a novel ordering and 
use of methods and materials Which provides the method of 
the present invention, rather than the existence of the meth 
ods and materials Which provides the present invention, the 
method of the present invention is readily commercially 
implemented. 
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BRIEF DESCRIPTION OF THE DRAWINGS 

The obj ects, features and advantages of the present inven 
tion are understood Within the context of the Description of 
the Preferred Embodiment, as set forth beloW. The Descrip 
tion of the Preferred Embodiment is understood Within the 
context of the accompanying draWings, Which form a mate 
rial part of this disclosure, Wherein: 

FIG. 1, 2, 3a, 3b, 4, 5a, 5b, 6, 7, and 8 shoW a series of 
schematic cross-sectional and plan-vieW diagrams illustrat 
ing the results of forming Within a microelectronics fabri 
cation in accord With a preferred embodiment of the present 
invention tWo series of patterned loW dielectric constant 
dielectric layers interposed betWeen tWo series of patterned 
conductor interconnection layers Which in turn contact tWo 
series of patterned conductor stud layers, in accord With the 
method of the present invention. 

DESCRIPTION OF THE PREFERRED 
EMBODIMENT 

The present invention provides a method for forming 
Within a microelectronics fabrication a patterned loW dielec 
tric constant dielectric layer adjoining a patterned conductor 
interconnection layer Which in turn contacts a patterned 
conductor stud layer, Where the method provides for attenu 
ated process complexity. The method of the present inven 
tion realiZes the foregoing objects by employing When 
forming the patterned loW dielectric constant dielectric layer 
a loW dielectric constant dielectric material Which is etch 
able Within an oxygen containing plasma. The patterned loW 
dielectric constant dielectric layer so formed is formed upon 
a blanket ?rst dielectric layer Which is not etchable Within 
the oxygen containing plasma, Where there is subsequently 
formed through the blanket ?rst dielectric layer a via access 
ing a contact region Within a substrate layer formed beneath 
the blanket ?rst dielectric layer. Thus, When employing an 
appropriate hard mask layer and an oxygen containing 
plasma etch method employing the oxygen containing 
plasma, there may be formed Without employing an etch 
stop layer interposed betWeen the blanket ?rst dielectric 
layer and the blanket loW dielectric constant dielectric layer 
a trench through the blanket loW dielectric constant dielec 
tric layer and When employing a second patterned photore 
sist layer and a third plasma etch method a via through the 
blanket ?rst dielectric layer, Where the areal deminsion of 
the via is contained Within the areal deminsion of the trench. 
There may then be formed into the via and the trench While 
employing a damascene method a patterned planariZed 
contiguous conductor interconnection and conductor stud 
layer. 
The present invention does not discriminate With respect 

to the nature of a microelectronics fabrication Within Which 
is formed a patterned loW dielectric constant dielectric layer 
interposed betWeen the patterns of a patterned conductor 
interconnection layer Which in turn contacts a patterned 
conductor stud layer. Thus, although the method of the 
present invention may be employed When forming patterned 
loW dielectric constant dielectric layers interposed betWeen 
the patterns of patterned conductor interconnection layers 
Which in turn contact patterned conductor stud layers Within 
semiconductor integrated circuit microelectronics 
fabrications, the method of the present invention may also be 
employed in forming patterned loW dielectric constant 
dielectric layers interposed betWeen the patterns of patterned 
conductor interconnection layers Which in turn contact pat 
terned conductor stud layers Within microelectronics fabri 
cations including but not limited to semiconductor inte 
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grated circuit microelectronics fabrications, solar cell 
microelectronics fabrications, ceramic substrate microelec 
tronics fabrications and ?at panel display microelectronics 
fabrications. 

Referring noW to FIG. 1 to FIG. 8, there is shoWn a series 
of schematic cross-sectional and plan-vieW diagrams illus 
trating the results of forming Within a microelectronics 
fabrication in accord With a preferred embodiment of the 
present invention tWo series of patterned loW dielectric 
constant dielectric layers interposed betWeen tWo series of 
patterned conductor interconnection layers Which in turn 
contact tWo series of patterned conductor stud layers, formed 
in accord With the method of the present invention. ShoWn 
in FIG. 1 is a schematic cross-sectional diagram of the 
microelectronics fabrication at an early stage in its fabrica 
tion in accord With the method of the present invention. 
ShoWn in FIG. 1 is a substrate 10 employed Within a 

microelectronics fabrication, Where the substrate 10 has 
formed therein a series of contact regions 12a, 12b, and 12c. 
Within the preferred embodiment of the present invention, 
the substrate 10 may be a substrate employed Within a 
microelectronics fabrication including but not limited to a 
semiconductor integrated circuit microelectronics 
fabrication, a solar cell microelectronics fabrication, a 
ceramic substrate microelectronics fabrication or a ?at panel 
display microelectronics fabrication. Although not speci? 
cally illustrated Within the schematic cross-sectional dia 
gram of FIG. 1, the substrate 10 may be the substrate itself 
employed Within the microelectronics fabrication, or in the 
alternative, the substrate 10 may be the substrate employed 
Within the microelectronics fabrication, Where the substrate 
has any of several additional layers formed thereupon or 
thereover as are conventional Within the microelectronics 
fabrication Within Which is employed the substrate. Such 
additional microelectronics layers may include, but are not 
limited to, microelectronics conductor layers, microelec 
tronics semiconductor layers and microelectronics dielectric 
layers. 

With respect to the contact regions 12a, 12b, and 12c 
formed Within the substrate 10, the contact regions 12a, 12b, 
and 12c Will typically and preferably, although not 
exclusively, be either conductor contact regions or semicon 
ductor contact regions Within the microelectronics fabrica 
tion Within Which is employed the substrate 10. More 
preferably, When Within the present invention the substrate 
10 is a semiconductor substrate alone employed Within a 
semiconductor integrated circuit microelectronics 
fabrication, the contact regions 12a, 12b, and 12c are semi 
conductor substrate contact regions Which are typically 
employed When forming semiconductor integrated circuit 
devices employing the substrate 10. 
ShoWn also Within FIG. 1 formed upon the substrate 10 is 

a blanket ?rst dielectric layer 14 covering the substrate 10 
including the series of contact regions 12a, 12b, and 12c. 
Within the preferred embodiment of the present invention, 
the blanket ?rst dielectric layer 14 is formed of a ?rst 
dielectric material Which is not susceptible to etching Within 
an oxygen containing plasma. Many dielectric materials 
Which possess this property are knoWn in the art of micro 
electronics fabrication, such dielectric materials including 
but not limited to silicon oxide dielectric materials, silicon 
nitride dielectric materials, and silicon oxynitride dielectric 
materials Which may be formed employing methods includ 
ing but not limited to chemical vapor deposition (CVD) 
methods, plasma enhanced chemical vapor deposition 
(PECVD) methods and physical vapor deposition (PVD) 
sputtering methods. Thus, although other methods and mate 
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8 
rials may be employed, the blanket ?rst dielectric layer 14 
is preferably formed of a silicon oxide dielectric material 
deposited employing a chemical vapor deposition (CVD) 
method, as is conventional in the art of microelectronics 
fabrication. Preferably, the blanket ?rst dielectric layer 14 so 
formed is formed to a thickness of from about 5000 to about 
9000 angstroms. 

Also shoWn in FIG. 1 formed upon the blanket ?rst 
dielectric layer 14 is a blanket second dielectric layer 16. 
Within the preferred embodiment of the present invention, 
the blanket second dielectric layer 16 is formed of a second 
dielectric material Which is susceptible to etching Within the 
oxygen containing plasma Within Which the blanket ?rst 
dielectric layer 14 is not susceptible to etching. For the 
purposes of de?ning an extent to Which the blanket ?rst 
dielectric layer 14 is not susceptible to etching Within the 
oxygen containing plasma While the blanket second dielec 
tric layer 16 is susceptible to etching Within the oxygen 
containing plasma, the blanket second dielectric layer 16 
preferably has an etch rate ratio Within the oxygen contain 
ing plasma With respect to the blanket ?rst dielectric layer 14 
of greater than about 30:1, more preferably greater than 
about 40:1, and most preferably greater than about 50:1. 
Although not speci?cally illustrated Within the schematic 
cross-sectional diagrams of FIG. 1, the blanket second 
dielectric layer 16 may optionally, if desirable, be planariZed 
employing an appropriate planariZing method. 

Within the preferred embodiment of the present invention, 
the blanket second dielectric layer 16, Which is formed of the 
second dielectric material Which is susceptible to etching 
Within the oxygen containing plasma, is preferably formed 
of a loW dielectric constant dielectric material selected from 
the group including but not limited to organic polymer 
spin-on-polymer dielectric materials (such as but not limited 
to polyimide organic polymer spin-on-polymer dielectric 
materials, poly-arylene-ether organic polymer spin-on 
polymer dielectric materials and ?uorinated poly-arylene 
ether organic polymer spin-on-polymer dielectric materials) 
and amorphous carbon dielectric materials (such as but not 
limited to amorphous carbon and ?uorinated amorphous 
carbon). Preferably, the blanket second dielectric layer 16 is 
formed to a thickness of from about 5000 to about 9000 
angstroms. 

There is also shoWn in FIG. 1 a blanket ?rst hard mask 
layer 18 formed upon the blanket second dielectric layer 16. 
Within the preferred embodiment of the present invention, 
the blanket ?rst hard mask layer 18 is formed of a hard mask 
material Which is also not susceptible to etching Within the 
oxygen containing plasma. Similarly With the blanket ?rst 
dielectric layer 14, there are several methods and materials 
Which may be employed in forming the blanket ?rst hard 
mask layer 18, Where such methods and materials include 
but are not limited to thermally assisted evaporation 
methods, electron beam assisted evaporation methods, 
chemical vapor deposition (CVD) methods and physical 
vapor deposition (PVD) sputtering methods Which may be 
employed for forming blanket hard mask layers from hard 
mask materials including but not limited to conductor hard 
mask materials, semiconductor hard mask materials, and 
insulator hard mask materials. Although the blanket ?rst 
hard mask layer 18 may be formed employing any of several 
such methods and materials as are knoWn in the art of 
microelectronics fabrication, the blanket ?rst hard mask 
layer 18 is typically and preferably formed of a hard mask 
material analogous or equivalent to the dielectric material 
from Which is formed the blanket ?rst dielectric layer 14. 
Preferably, the blanket ?rst hard mask layer 18 so formed is 
formed to a thickness of from about 1000 to about 3000 
angstroms. 
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Finally, there is also shown in FIG. 1 the presence of a 
series of patterned ?rst photoresist layers 20a, 20b, 20c, and 
20d formed upon the blanket ?rst hard mask layer 18. Within 
the preferred embodiment of the present invention, the 
patterned ?rst photoresist layers 20a, 20b, 20c, and 20d may 
be formed from any of several photoresist materials as are 
generally knoWn in the art of microelectronics fabrication, 
including photoresist materials selected from the general 
groups of photoresist materials including but not limited to 
positive photoresist materials and negative photoresist mate 
rials. For the preferred embodiment of the present invention, 
the patterned ?rst photoresist layers 20a, 20b, 20c, and 20d 
are preferably formed of a positive photoresist material as is 
conventional in the art of microelectronics fabrication, in 
order to assure optimal dimensional stability. Preferably, the 
patterned ?rst photoresist layers 20a, 20b, 20c, and 20d so 
formed are each formed to a thickness of from about 3000 
to about 6000 angstroms. 

Referring noW to FIG. 2, there is shoWn a schematic 
cross-sectional diagram illustrating the results of further 
processing of the microelectronics fabrication Whose sche 
matic cross-sectional diagram is illustrated in FIG. 1. ShoWn 
in FIG. 2 is a schematic cross-sectional diagram of a 
microelectronics fabrication otherWise equivalent to the 
microelectronics fabrication Whose schematic cross 
sectional diagram is illustrated in FIG. 1, but Wherein the 
blanket ?rst hard mask layer 18 has been patterned to form 
a series of patterned ?rst hard mask layers 18a, 18b, 18c, and 
18d de?ning a series of ?rst trenches 23a, 23b and 23c, 
through etching While employing a ?rst plasma 22 in con 
junction With the patterned ?rst photoresist layers 20a, 20b, 
20c, and 20d as a ?rst etch mask layer. Within the preferred 
embodiment of the present invention, the ?rst plasma 22 
preferably employs an etchant gas composition appropriate 
to the material from Which is formed the blanket ?rst hard 
mask layer 18. When the blanket ?rst hard mask layer 18 is 
formed from a silicon oxide dielectric material, as is pre 
ferred Within the preferred embodiment of the present 
invention, the ?rst plasma 22 preferably employs a ?uorine 
containing (such as but not limited to ?uorocarbon 
containing) etchant gas composition. Under such 
circumstances, the ?rst plasma 22 more preferably employs 
a di?uoromethane (CH2F2), hexa?uoroethane (C2F6), 
octa?uorocyclobutane (C4F8), argon and oxygen containing 
etchant gas composition. 

Preferably, the ?rst plasma 22 so formed is employed 
Within a ?rst plasma etch method Which also employs: (1) a 
reactor chamber pressure of from about 5 to about 11 mtorr; 
(2) a source radio frequency poWer of from about 500 to 
about 1000 Watts at a radio frequency of 13.56 MHZ; (3) a 
bias poWer of from about 500 to about 1000 Watts; (4) a 
substrate 10 temperature of from about 100 to about 200 
degrees centigrade; (5) di?uoromethane ?oW rate of from 
about 5 to about 15 standard cubic centimeters per minute 
(sccm); (6) a hexa?uoromethane ?oW rate of from about 10 
to about 20 standard cubic centimeters per minute (sccm); 
(7) an octa?uorocyclobutane ?oW rate of from about 4 to 
about 10 standard cubic centimeters per minute (sccm); (8) 
an argon ?oW rate of from about 50 to about 150 standard 
cubic centimeters per minute (sccm); and (9) an oxygen ?oW 
rate of from about 3 to about 10 standard cubic centimeters 
per minute (sccm), for a time suf?cient to form from the 
blanket ?rst hard mask layer 18 the corresponding series of 
patterned ?rst hard mask layers 18a, 18b, 18c and 18d Which 
de?ne the series of ?rst trenches 23a, 23b and 23c. 

Referring noW to FIG. 3a, there is shoWn a schematic 
cross-sectional diagram illustrating the results of further 
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10 
processing of the microelectronics fabrication Whose sche 
matic cross-sectional diagram is illustrated in FIG. 2. ShoWn 
in FIG. 3a is a schematic cross-sectional diagram of a 
microelectronics fabrication otherWise equivalent to the 
microelectronics fabrication Whose schematic cross 
sectional diagram is illustrated in FIG. 2, but Wherein: (1) 
the patterned ?rst photoresist layers 20a, 20b, 20c, and 20d 
are stripped from the microelectronics fabrication; and (2) 
the blanket second dielectric layer 16 is patterned to form the 
patterned second dielectric layers 16a, 16b, 16c, and 16d, 
While simultaneously de?ning a series of second trenches 
25a, 25b, and 25c Which expose portions of the blanket ?rst 
dielectric layer 14, While employing a second plasma 24 and 
at least the patterned hard mask layers 18a, 18b 18c, and 18d 
as a second etch mask layer. 

Within the preferred embodiment of the present invention, 
the second plasma 24 is the oxygen containing plasma 
Within Which neither the blanket ?rst dielectric layer 14 nor 
the blanket ?rst hard mask layer 18 is susceptible to etching, 
but Wherein the blanket second dielectric layer 16 is sus 
ceptible to etching. 

Within the preferred embodiment of the present invention, 
the second plasma 24 preferably employs an oxygen con 
taining etchant gas composition comprising an oxygen con 
taining etchant gas selected from the group including but not 
limited to oxygen, oZone, nitrous oxide and nitric oxide. 
More preferably, the second plasma 24 employs an oxygen 
containing etchant gas comprising oxygen along With argon, 
Where argon is employed at a sputter gas component. 

Preferably, the second plasma 24 is employed Within a 
second plasma etch method Which also employs: (1) a 
reactor chamber pressure of from about 10 to about 20 
mtorr; (2) a radio frequency source poWer of from about 
2500 to about 3500 Watts at a radio frequency of 13.56 
MHZ; (3) a bias poWer of from about 200 to about 400 Watts; 
(4) a substrate 10 temperature of from about 100 to about 
250 degrees centigrade; (5) an oxygen ?oW rate of from 
about 10 to about 30 standard cubic centimeters per minute 
(sccm); and (6) an argon ?oW rate of from about 10 to about 
30 standard cubic centimeters per minute (sccm). 

Within the preferred embodiment of the present invention 
Where the patterned ?rst photoresist layers 20a, 20b, 20c, 
and 20d are stripped from the microelectronics fabrication 
Whose schematic cross-sectional diagram is illustrated in 
FIG. 2 simultaneously With etching the blanket second 
dielectric layer 16 to form the patterned second dielectric 
layers 16a, 16b, 16c, and 16d, there is preferably employed 
Within the preferred embodiment of the present invention a 
thickness of the patterned ?rst photoresist layers 20a, 20b, 
20c, and 20d such that the patterned ?rst photoresist layers 
20a, 20b, 20c, and 20d are completely stripped from the 
corresponding patterned ?rst hard mask layers 18a, 18b, 
18c, and 18d Without need for overetching the series of 
patterned second dielectric layers 16a, 16b, 16c, and 16d. 
Under such circumstances, optimal lateral dimensional 
integrity of the series of patterned second dielectric layers 
16a, 16b, 16c, and 16d is facilitated. Similarly, the use of the 
argon sputtering gas component Within the second plasma 
24 also assists in facilitating optimal lateral dimensional 
integrity of the patterned second dielectric layers 16a, 16b, 
16c, and 16d. 
Although it is theoretically plausible to strip, through use 

of a Wet chemical stripper, the patterned ?rst photoresist 
layers 20a, 20b, 20c and 20d from the microelectronics 
fabrication Whose schematic cross-sectional diagram is 
illustrated in FIG. 2 prior to etching the blanket second 
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dielectric layer 16 to form the patterned second dielectric 
layers 16a, 16b, 16c and 16d While employing the second 
plasma 24, such is generally not practicably possible or 
preferred since it is often dif?cult to obtain a Wet chemical 
stripper Which selectively removes the patterned photoresist 
layers 20a, 20b, 20c and 20d Without damaging the blanket 
second dielectric layer. 

Referring noW to FIG. 3b, there is shoWn a schematic 
plan-vieW diagram corresponding With the schematic cross 
sectional diagram illustrated Within FIG. 3a. ShoWn in FIG. 
3b is the patterned ?rst hard mask layer 18‘, having formed 
therein the series of ?rst trenches and the series of second 
trenches Which leave eXposed at their bottoms a series of 
trench ?oor regions of the blanket ?rst dielectric layer 14a‘, 
14b‘ and 14c‘. As is also illustrated Within the schematic 
plan-vieW diagram of FIG. 3a, the areal deminsions of each 
of the series of the trench ?oor regions of the blanket ?rst 
dielectric layer 14a‘, 14b‘ and 14c‘ has contained therein an 
areal deminsion of each of the corresponding contact regions 
12a, 12b or 12c. 

Referring noW to FIG. 4, there is shoWn a schematic 
cross-sectional diagram illustrating the results of further 
processing of the microelectronics fabrication Whose sche 
matic cross-sectional diagram is illustrated in FIG. 3a. 
ShoWn in FIG. 4 is a schematic cross-sectional diagram of 
a microelectronics fabrication otherWise equivalent to the 
microelectronics fabrication Whose schematic cross 
sectional diagram is illustrated in FIG. 3a, but Wherein there 
is formed upon the series of patterned second dielectric 
layers 16a, 16b, 16c and 16d and the corresponding series of 
patterned hard mask layers 18a, 18b, 18c and 18d a series of 
patterned second photoresist layers 26a, 26b, 26c and 26d. 
As is illustrated in part Within the schematic cross-sectional 
diagram of FIG. 4, the patterned second photoresist layers 
26a, 26b, 26c and 26d are formed completely covering the 
series of patterned hard mask layers 18a, 18b, 18c and 18d 
and the corresponding series of patterned second dielectric 
layers 16a, 16b, 16c and 16d. Although not completely 
illustrated Within the schematic cross-sectional diagram of 
FIG. 4, the patterned photoresist layers 26a, 26b, 26c and 
26d leave eXposed a series of portions of the blanket ?rst 
dielectric layer 14 through Which there is desired to form a 
corresponding series vias accessing the series of contact 
regions 12a, 12b and 12c. 

Referring noW to FIG. 5a, there is shoWn a schematic 
cross-sectional diagram illustrating the results of further 
processing of the microelectronics fabrication Whose sche 
matic cross-sectional diagram is illustrated in FIG. 4. ShoWn 
in FIG. 5a is a schematic cross-sectional diagram of a 
microelectronics fabrication otherWise equivalent to the 
microelectronics fabrication Whose schematic cross 
sectional diagram is illustrated in FIG. 4, but Wherein the 
blanket ?rst dielectric layer 14 has been patterned to form 
the patterned ?rst dielectric layers 14a, 14b, 14c and 14d 
de?ning a series of ?rst vias 29a, 29b and 29c, through use 
of a third plasma etch method employing a third plasma 28, 
While simultaneously employing the patterned second pho 
toresist layers 26a, 26b, 26c and 26d as a third etch mask 
layer. Within the preferred embodiment of the present 
invention, the third plasma 28 preferably employs an etchant 
gas composition appropriate for etching the blanket ?rst 
dielectric layer 14, Which When the blanket ?rst dielectric 
layer 14 is formed of a silicon oXide dielectric material as is 
preferred Within the preferred embodiment of the present 
invention is preferably a ?uorine containing etchant gas 
composition. More preferably, the third plasma 28 employs 
an etchant gas composition comprising di?uoromethane, 
heXa?uoroethane, octa?uorocyclobutane, argon and oXygen. 
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12 
Preferably, the third plasma 28 is employed Within a third 

plasma etch method Which employs conditions analogous or 
equivalent to the conditions employed Within the ?rst 
plasma etch method Within Which is employed the ?rst 
plasma 22, including: (1) a reactor chamber pressure of from 
about 5 to about 15 torr; (2) a source radio frequency poWer 
of from about 500 to about 1000 Watts at a radio frequency 
of 13.56 MHZ; (3) a bias poWer of from about 500 to about 
1000 Watts; (4) a substrate 10 temperature of from about 100 
to about 200 degrees centigrade; (5) a di?uoromethane ?oW 
rate of from about 5 to about 15 standard cubic centimeters 
per minute (sccm); (6) a heXa?uoroethane ?oW rate of from 
about 10 to about 20 standard cubic centimeters per minute 
(sccm); (7) an octa?uorocyclobutane ?oW rate of from about 
4 to about 10 standard cubic centimeters per minute (sccm); 
(8) an argon ?oW rate of from about 50 to about 150 standard 
cubic centimeters per minute (sccm); and (9) an oXygen ?oW 
rate of from about 3 to about 10 standard cubic centimeters 
per minute (sccm), for a time period suf?cient to completely 
etch through the blanket ?rst dielectric layer 14 When 
forming the patterned ?rst dielectric layers 14a, 14b, 14c and 
14d to form the series of ?rst vias 29a, 29b and 29c Which 
simultaneously reach the contact regions 12a, 12b and 12c. 

Referring noW to FIG. 5b, there is shoWn a schematic 
plan-vieW diagram corresponding With the schematic cross 
sectional diagram of FIG. 5a. There is shoWn in FIG. 5b the 
patterned second photoresist layer 26‘ employed in forming 
the series of ?rst vias Which access the via ?oor regions of 
the contact regions 12a‘, 12b‘ and 12c‘. Also shoWn in FIG. 
5b are outlines of the contact regions 12a, 12b and 12c, and 
outlines of the trench ?oor regions of the blanket ?rst 
dielectric layer 14a“, 14b“ and 14c“. 

Referring noW to FIG. 6, there is shoWn a schematic 
cross-sectional diagram illustrating the results of further 
processing of the microelectronics fabrication Whose sche 
matic cross-sectional diagram is illustrated in FIG. 5a. 
ShoWn in FIG. 6 is a schematic cross-sectional diagram of 
a microelectronics fabrication otherWise equivalent to the 
microelectronics fabrication Whose schematic cross 
sectional diagram is illustrated in FIG. 5a, but Wherein in 
part the patterned second photoresist layers 26a, 26b, 26c 
and 26d have been stripped from the microelectronics fab 
rication. The patterned second photoresist layers 26a, 26b, 
26c and 26d may be stripped from the microelectronics 
fabrication Whose schematic cross-sectional diagram is 
illustrated in FIG. 5a to provide in part the microelectronics 
fabrication Whose schematic cross-sectional diagram is 
illustrated in FIG. 6 through use of methods as are conven 
tional in the art of microelectronics fabrication. Such meth 
ods include but are not limited to Wet chemical etch methods 
and dry oXygen containing plasma etch methods, although 
dry oXygen containing plasma etch methods are generally 
substantially preferred since there exists With such methods 
a reduced susceptibility for damage to the sideWalls of the 
patterned second dielectric layers 16a, 16b, 16c and 16d. 

There is also shoWn in FIG. 6 the presence of a series of 
patterned planariZed contiguous conductor interconnection 
and contact stud layers 30a, 30b and 30c formed contigu 
ously into: (1) the series of ?rst vias de?ned by the patterned 
?rst dielectric layers 14a, 14b, 14c and 14d; (2) the series of 
second trenches de?ned by the patterned second dielectric 
layers 16a, 16b, 16c and 16d; and (3) the series of third 
trenches de?ned by the patterned hard mask layers 18a, 18b, 
18c and 18d. The series of patterned planariZed contiguous 
conductor interconnection and contact stud layers 30a, 30b 
and 30c is formed employing a damascene method employ 
ing conductor materials as are conventional in the art of 
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microelectronics fabrication. The damascene method 
employs a blanket layer of conductor material Which may be 
deposited employing methods including but not limited to 
thermally assisted evaporation methods, electron beam 
assisted evaporation methods, chemical vapor deposition 
(CVD) methods and physical vapor deposition (PVD) meth 
ods to form the blanket layer of conductor material selected 
from the group of conductor materials including but not 
limited to metals, metal alloys, doped polysilicon and poly 
cides (doped polysilicon/metal silicide stacks). Within the 
damascene method the blanket layer of conductor material is 
preferably polished employing polishing methods, such as 
but not limited to chemical mechanical polish (CMP) and 
lapping methods, as are conventional in the art of micro 
electronics fabrication. 

For the preferred embodiment of the present invention, 
the patterned planariZed contiguous conductor interconnec 
tion and contact stud layers 30a, 30b and 30c are preferably 
formed of a tungsten material, beneath Which is formed a 
barrier material layer, as is common Within the art of 
microelectronics fabrication. 

Referring noW to FIG. 7, there is shoWn a schematic 
cross-sectional diagram illustrating the results of further 
processing of the microelectronics fabrication Whose sche 
matic cross-sectional diagram is illustrated in FIG. 6. ShoWn 
in FIG. 7 is a schematic cross-sectional diagram of a 
microelectronics fabrication otherWise equivalent to the 
microelectronics fabrication Whose schematic cross 
sectional diagram is illustrated in FIG. 6, but Wherein: (1) 
there is formed upon the patterned hard mask layers 18a, 
18b, 18c and 18d, and the patterned planariZed contiguous 
conductor interconnection and contact stud layers 30a, 30b 
and 30c a blanket third dielectric layer 32; (2) there is 
formed upon the blanket third dielectric layer 32 a blanket 
fourth dielectric layer 34; (3) there is formed upon the 
blanket fourth dielectric layer 34 a blanket second hard mask 
layer 36; and (4) there is formed upon the blanket second 
hard mask layer 36 a series of pattern second photoresist 
layers 38a, 38b, 38c and 38d. 

Within the preferred embodiment of the present invention, 
the blanket third dielectric layer 32 Within the microelec 
tronics fabrication Whose schematic cross-sectional diagram 
is illustrated in FIG. 7 is preferably formed employing 
methods, materials and dimensions analogous or equivalent 
to the methods, materials and dimensions employed in 
forming the blanket ?rst dielectric layer 14 as illustrated 
Within the microelectronics fabrication Whose schematic 
cross-sectional diagram is illustrated in FIG. 1. Similarly, 
Within the preferred embodiment of the present invention, 
the blanket fourth dielectric layer 34 Within the microelec 
tronics fabrication Whose schematic cross-sectional diagram 
is illustrated Within FIG. 7 is preferably formed employing 
methods, materials and dimensions analogous or equivalent 
to the methods, materials and dimension employed in form 
ing the blanket second dielectric layer 16 as illustrated 
Within the microelectronics fabrication Whose schematic 
cross-sectional diagram is illustrated in FIG. 1. Yet similarly, 
the blanket second hard mask layer 36 is illustrated Within 
the microelectronics fabrication Whose schematic cross 
sectional diagram is illustrated in FIG. 7 is preferably 
formed employing methods, materials and dimensions 
analogous or equivalent to the methods, materials and 
dimensions employed in forming the blanket ?rst hard mask 
layer 18 as illustrated Within the microelectronics fabrication 
Whose schematic cross-sectional diagram is illustrated in 
FIG. 1. Finally, the patterned second photoresist layers 38a, 
38b, 38c and 38d as illustrated Within the microelectronics 
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fabrication Whose schematic cross-sectional diagram is 
illustrated Within FIG. 7 are preferably formed employing 
methods, materials and dimensions analogous or equivalent 
to the methods, materials and dimensions employed in 
forming the patterned ?rst photoresist layers 20a, 20b, 20c 
and 20d as illustrated Within the microelectronics fabrication 
Whose schematic cross-sectional diagram is illustrated 
Within FIG. 1. 

Referring noW to FIG. 8, there is shoWn a schematic 
cross-sectional diagram illustrating the results of further 
processing of the microelectronics fabrication Whose sche 
matic cross-sectional diagram is illustrated in FIG. 7. ShoWn 
in FIG. 8 is a schematic cross-sectional diagram of a 
microelectronics fabrication otherWise equivalent to the 
microelectronics fabrication Whose schematic cross 
sectional diagram is illustrated in FIG. 7, but Wherein: (1) 
there is formed from the blanket third dielectric layer 32 a 
series of patterned third dielectric layers 32a, 32b, 32c and 
32d Which de?ne a series of second vias; (2) there is formed 
from the blanket fourth dielectric layer 34 a series of 
patterned fourth dielectric layers 34a, 34b, 34c and 34d 
Which de?ne a series of fourth trenches; (3) there is formed 
from the blanket second hard mask layer 36 a series of 
patterned second hard mask layers 36a, 36b, 36c and 36d 
Which de?ne a series of third trenches; and (4) there is 
formed into the series of second vias, third trenches and 
fourth trenches a series of patterned planariZed contiguous 
conductor interconnection and interconnection stud layers 
40a, 40b and 40c. 

Within the preferred embodiment of the present invention, 
the microelectronics fabrication Whose schematic cross 
sectional diagram is illustrated in FIG. 8 is formed from the 
microelectronics fabrication Whose schematic cross 
sectional diagram is illustrated Within FIG. 7 employing 
methods, materials and dimensions analogous or equivalent 
to the methods, materials and dimensions employed in 
forming the microelectronics fabrication Whose schematic 
cross-sectional diagram is illustrated in FIG. 6 from the 
microelectronics fabrication Whose schematic cross 
sectional diagram is illustrated in FIG. 1. More preferably, 
although the patterned planariZed contiguous conductor 
interconnection and interconnection stud layers 40a, 40b and 
40c are formed employing a damascene method analogous 
or equivalent to the damascene method employed for form 
ing the patterned planariZed contiguous conductor intercon 
nection and contact stud layers 30a, 30b and 30c as illus 
trated Within the microelectronics fabrication Whose 
schematic cross-sectional diagram is illustrated in FIG. 6, 
the patterned planariZed contiguous conductor interconnec 
tion and interconnection stud layers 40a, 40b and 40c are 
preferably formed of an aluminum containing conductor 
material having formed therebeloW a barrier layer rather 
than a tungsten containing conductor material having 
formed therebeloW a barrier layer. 
Upon forming the microelectronics fabrication Whose 

schematic cross-sectional diagram is illustrated in FIG. 8, 
there is formed a microelectronics fabrication having formed 
therein tWo series of patterned planariZed contiguous con 
ductor interconnection and stud layers having interposed 
betWeen the series of interconnection portions thereof tWo 
series of loW dielectric constant dielectric layers, Without 
employing a patterned hard mask layer interposed betWeen 
the patterned loW dielectric constant layers and a series of 
patterned loWer dielectric layers Which de?ne a series of vias 
into Which is formed the series of stud portions of the series 
of patterned planariZed contiguous interconnection and stud 
layers. The microelectronics fabrication so formed is formed 
With attenuated process complexity. 
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As is understood by a person skilled in the art, the 
preferred embodiment of the present invention is illustrative 
of the present invention rather than limiting of the present 
invention. Revisions and modi?cations may be made to 
methods, materials, structures, and dimensions through 
Which may be formed microelectronics fabrications in 
accord With the preferred embodiment of the present inven 
tion While still providing microelectronics fabrications 
formed in accord With the present invention, as de?ned by 
the appended claims. 
What is claimed is: 
1. A method for forming a via through a dielectric layer 

Within a microelectronics fabrication comprising: 
providing a substrate employed Within a microelectronics 

fabrication, the substrate having a contact region 
formed therein; 

forming upon the substrate and covering the contact 
region a blanket ?rst dielectric layer, the blanket ?rst 
dielectric layer being formed of a ?rst dielectric mate 
rial Which is not susceptible to etching With an oxygen 
containing plasma; 

forming upon the blanket ?rst dielectric layer a blanket 
second dielectric layer, the blanket second dielectric 
layer being formed of a second dielectric material 
Which is susceptible to etching Within the oxygen 
containing plasma; 

forming upon the blanket second dielectric layer a blanket 
hard mask layer, the blanket hard mask layer being 
formed from a hard mask material Which is not sus 
ceptible to etching Within the oxygen containing 
plasma; 

forming upon the blanket hard mask layer a patterned ?rst 
photoresist layer, the patterned ?rst photoresist layer 
leaving exposed a portion of the blanket hard mask 
layer greater than and completely overlapping an areal 
deminsion of a via to be formed through the blanket 
?rst dielectric layer to access the contact layer; 

etching, While employing a ?rst plasma etch method, the 
blanket hard mask layer to form a patterned hard mask 
layer de?ning a ?rst trench formed through the pat 
terned hard mask layer While employing the patterned 
?rst photoresist layer as a ?rst etch mask layer, the ?rst 
plasma etch method employing a ?rst etchant gas 
composition appropriate to the hard mask material from 
Which is formed the blanket hard mask layer; 

etching, While employing a second plasma etch method 
and at least the patterned hard mask layer as a second 
etch mask layer, the blanket second dielectric layer, and 
simultaneously stripping the patterned ?rst photoresist 
layer, to form a patterned second dielectric layer having 
a second trench formed therethrough at a location 
corresponding With the ?rst trench formed through the 
blanket hard mask layer, the second plasma etch 
method employing the oxygen containing plasma; the 
second plasma etch not etching the blanket ?rst dielec 
tric layer; 

forming over at least the patterned second dielectric layer 
a patterned second photoresist layer Which de?nes the 
location of the via to be formed through the blanket ?rst 
dielectric layer, the areal deminsion of the via being 
contained Within the areal deminsion of the second 
trench; and 

etching, While employing a third plasma etch method and 
the patterned second photoresist layer as a third etch 
mask layer, the via through the blanket ?rst dielectric 
layer, the third plasma etch method employing a third 
etchant gas composition appropriate to the ?rst dielec 
tric material. 
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2. The method of claim 1 Wherein the microelectronics 

fabrication is selected from the group consisting of semi 
conductor integrated circuit microelectronics fabrications, 
solar cell microelectronics fabrications, ceramic substrate 
microelectronics fabrications and ?at panel display micro 
electronics fabrications. 

3. The method of claim 1 Wherein the blanket ?rst 
dielectric layer is formed from a silicon oxide dielectric 
material. 

4. The method of claim 1 Wherein the blanket second 
dielectric layer is formed from a dielectric material selected 
from the group consisting of organic polymer spin-on 
polymer dielectric materials and amorphous carbon dielec 
tric materials. 

5. The method of claim 1 Wherein there is not employed 
a hard mask layer interposed betWeen the blanket ?rst 
dielectric layer and the blanket second dielectric layer. 

6. A method for forming a patterned conductor intercon 
nection layer contacting a patterned conductor stud layer 
Within a microelectronics fabrication comprising: 

providing a substrate employed Within a microelectronics 
fabrication, the substrate having a contact region 
formed therein; 

forming upon the substrate and covering the contact 
region a blanket ?rst dielectric layer, the blanket ?rst 
dielectric layer being formed of a ?rst dielectric mate 
rial Which is not susceptible to etching With an oxygen 
containing plasma; 

forming upon the blanket ?rst dielectric layer a blanket 
second dielectric layer, the blanket second dielectric 
layer being formed of a second dielectric material 
Which is susceptible to etching Within the oxygen 
containing plasma; 

forming upon the blanket second dielectric layer a blanket 
hard mask layer, the blanket hard mask layer being 
formed from a hard mask material Which is not sus 
ceptible to etching Within the oxygen containing 
plasma; 

forming upon the blanket hard mask layer a patterned ?rst 
photoresist layer, the patterned ?rst photoresist layer 
leaving exposed a portion of the blanket hard mask 
layer greater than and completely overlapping an areal 
deminsion of a via to be formed through the blanket 
?rst dielectric layer to access the contact layer; 

etching, While employing a ?rst plasma etch method, the 
blanket hard mask layer to form a patterned hard mask 
layer de?ning a ?rst trench formed through the pat 
terned hard mask layer While employing the patterned 
?rst photoresist layer as a ?rst etch mask layer, the ?rst 
plasma etch method employing a ?rst etchant gas 
composition appropriate to the hard mask material from 
Which is formed the blanket hard mask layer; 

etching, While employing a second plasma etch method 
and at least the patterned hard mask layer as a second 
etch mask layer, the blanket second dielectric layer, and 
simultaneously stripping the patterned ?rst photoresist 
layer, to form a patterned second dielectric layer having 
a second trench formed therethrough at a location 
corresponding With the ?rst trench formed through the 
blanket hard mask layer, the second plasma etch 
method employing the oxygen containing plasma; the 
second plasma etch not etching the blanket ?rst dielec 
tric layer; 

forming over at least the patterned second dielectric layer 
a patterned second photoresist layer Which de?nes the 
location of the via to be formed through the blanket ?rst 
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dielectric layer, the areal deminsion of the via being 
contained Within the areal deminsion of the second 
trench; 

etching, While employing a third plasma etch method and 
the patterned second photoresist layer as a third etch 
mask layer, the via through the blanket ?rst dielectric 
layer, the third plasma etch method employing a third 
etchant gas composition appropriate to the ?rst dielec 
tric material; and 

forming into at least the via and the second trench a 
patterned planariZed contiguous conductor intercon 
nection and stud layer. 

7. The method of claim 6 Wherein the microelectronics 
fabrication is selected from the group consisting of semi 
conductor integrated circuit microelectronics fabrications, 
solar cell microelectronics fabrications, ceramic substrate 
microelectronics fabrications and ?at panel display micro 
electronics fabrications. 

8. The method of claim 6 Wherein the blanket ?rst 
dielectric layer is formed from a silicon oxide dielectric 
material. 

9. The method of claim 6 Wherein the blanket second 
dielectric layer is formed from a dielectric material selected 
from the group consisting of organic polymer spin-on 
polymer dielectric materials and amorphous carbon dielec 
tric materials. 

10. The method of claim 6 Wherein there is not employed 
a hard mask layer interposed betWeen the blanket ?rst 
dielectric layer and the blanket second dielectric layer. 

11. The method of claim 6 Wherein patterned planariZed 
contiguous conductor interconnection and stud layer is 
formed employing a damascene method. 

12. The method of claim 1, Wherein the ?rst etchant gas 
is a di?uoromethane (CHZFZ), hexa?uoroethane (C2136), 
octa?uorocyclobutane (C4138), argon and oxygen containing 
etchant gas composition. 

13. The method of claim 1, Wherein the ?rst plasma etch 
method is conducted Within a reactor chamber having a 
pressure form about 5 to 11 mTorr, a source radio frequency 
poWer of from about 500 to about 1000 Watts at a radio 
frequency of 13.56 MHZ, a bias poWer of from about 500 to 
about 1000 Watts, a substrate temperature of from about 100 
to about 200 degrees centigrade, a di?uoromethane ?oW rate 
of from about 5 to about 15 sccm, a hexa?uoroethane ?oW 
rate of from about 10 to about 20 sccm, an octa?uorocy 
clobutane ?oW rate of from about 4 to about 10 sccm, an 
argon ?oW rate of from about 50 to about 150 sccm, and an 
oxygen ?oW rate of from about 3 to about 10 sccm. 

14. The method of claim 6, Wherein the ?rst etchant gas 
is a di?uoromethane (CHZFZ), hexa?uoroethane (C2136), 
octa?uorocyclobutane (C4138), argon and oxygen containing 
etchant gas composition. 

15. The method of claim 6, Wherein the ?rst plasma etch 
method is conducted Within a reactor chamber having a 
pressure form about 5 to 11 mTorr, a source radio frequency 
poWer of from about 500 to about 1000 Watts at a radio 
frequency of 13.56 MHZ, a bias poWer of from about 500 to 
about 1000 Watts, a substrate temperature of from about 100 
to about 200 degrees centigrade, a di?uoromethane ?oW rate 
of from about 5 to about 15 sccm, a hexa?uoroethane ?oW 
rate of from about 10 to about 20 sccm, an octa?uorocy 
clobutane ?oW rate of from about 4 to about 10 sccm, an 
argon ?oW rate of from about 50 to about 150 sccm, and an 
oxygen ?oW rate of from about 3 to about 10 sccm. 

16. A method for forming a via through a dielectric layer 
Within a microelectronics fabrication comprising: 

providing a substrate employed Within a microelectronics 
fabrication, the substrate having a contact region 
formed therein; 
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18 
forming upon the substrate and covering the contact 

region a blanket ?rst dielectric layer, the blanket ?rst 
dielectric layer being formed of a ?rst dielectric mate 
rial Which is not susceptible to etching With an oxygen 
containing plasma; the blanket ?rst dielectric layer 
being formed from a silicon oxide dielectric material; 

forming upon the blanket ?rst dielectric layer a blanket 
second dielectric layer, the blanket second dielectric 
layer being formed of a second dielectric material 
Which is susceptible to etching Within the oxygen 
containing plasma; the blanket second dielectric layer 
being formed from a dielectric material selected from 
the group comprising organic polymer spin-on 
polymer dielectric materials and amorphous carbon 
dielectric materials; 

forming upon the blanket second dielectric layer a blanket 
hard mask layer, the blanket hard mask layer being 
formed from a hard mask material Which is not sus 
ceptible to etching Within the oxygen containing 
plasma; 

forming upon the blanket hard mask layer a patterned ?rst 
photoresist layer, the patterned ?rst photoresist layer 
leaving exposed a portion of the blanket hard mask 
layer greater than and completely overlapping an areal 
deminsion of a via to be formed through the blanket 
?rst dielectric layer to access the contact layer; 

etching, While employing a ?rst plasma etch method, the 
blanket hard mask layer to form a patterned hard mask 
layer de?ning a ?rst trench formed through the pat 
terned hard mask layer While employing the patterned 
?rst photoresist layer as a ?rst etch mask layer, the ?rst 
plasma etch method employing a ?rst etchant gas 
composition appropriate to the hard mask material from 
Which is formed the blanket hard mask layer; 

etching, While employing a second plasma etch method 
and at least the patterned hard mask layer as a second 
etch mask layer, the blanket second dielectric layer, and 
simultaneously stripping the patterned ?rst photoresist 
layer, to form a patterned second dielectric layer having 
a second trench formed therethrough at a location 
corresponding With the ?rst trench formed through the 
blanket hard mask layer, the second plasma etch 
method employing the oxygen containing plasma; the 
second plasma etch not etching the blanket ?rst dielec 
tric layer; 

forming over at least the patterned second dielectric layer 
a patterned second photoresist layer Which de?nes the 
location of the via to be formed through the blanket ?rst 
dielectric layer, the areal deminsion of the via being 
contained Within the areal deminsion of the second 
trench; and 

etching, While employing a third plasma etch method and 
the patterned second photoresist layer as a third etch 
mask layer, the via through the blanket ?rst dielectric 
layer, the third plasma etch method employing a third 
etchant gas composition appropriate to the ?rst dielec 
tric material. 

17. The method of claim 16 Wherein the microelectronics 
fabrication is selected from the group consisting of semi 
conductor integrated circuit microelectronics fabrications, 
solar cell microelectronics fabrications, ceramic substrate 
microelectronics fabrications and ?at panel display micro 
electronics fabrications. 

18. The method of claim 16 Wherein there is not employed 
a hard mask layer interposed betWeen the blanket ?rst 
dielectric layer and the blanket second dielectric layer. 
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19. The method of claim 16, wherein the ?rst etchant gas 
is a di?uoromethane (CHZFZ), heXa?uoroethane (C2136), 
octa?uorocyclobutane (C4138), argon and oxygen containing 
etchant gas composition. 

20. The method of claim 16, Wherein the ?rst plasma etch 
method is conducted Within a reactor chamber having a 
pressure form about 5 to 11 mTorr, a source radio frequency 
poWer of from about 500 to about 1000 Watts at a radio 
frequency of 13.56 MHZ, a bias poWer of from about 500 to 
about 1000 Watts, a substrate temperature of from about 100 
to about 200 degrees centigrade, a di?uoromethane ?oW rate 
of from about 5 to about 15 sccm, a heXa?uoroethane ?oW 
rate of from about 10 to about 20 sccm, an octa?uorocy 
clobutane ?oW rate of from about 4 to about 10 sccm, an 
argon ?oW rate of from about 50 to about 150 sccm, and an 
oXygen ?oW rate of from about 3 to about 10 sccm. 

21. A method comprising: 

forming an arrangement which includes a substrate, a 
?rst dielectric layer overlying the substrate, a second 
dielectric layer overlying the ?rst dielectric layer; and 
a patterned ?rst photoresist layer overlying the second 
dielectric layer; 

etching the second dielectric layer in a plasma chemistry 
that simultaneously strips the ?rst photoresist layer; the 
?rst dielectric layer being free of susceptibility to 
etching by the plasma chemistry; and 

forming over the second dielectric layer a patterned 
second photoresist layer that de?nes the location of a 
via which is to be formed in the ?rst dielectric layer 

22. A method according to claim 21, including before the 
etching of the second dielectric layer; 
forming above the second dielectric layer a hard mask 

layer which is not susceptible to etching by the plasma 
chemistry; 

forming the patterned ?rst photoresist layer over the hard 
mask layer; and 

etching the hard mask layer through the ?rst photoresist 
layer according to the pattern of the ?rst photoresist 
layer. 

23. A method according to claim 22, wherein the etching 
of the second dielectric layer includes etching therein a 
trench which has a portion overlying the location where the 
via is to be formed. 
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24. A method according to claim 21, including selecting 

as the the plasma chemistry an oxygen-containing plasma 
chemistry. 

25. A method according to claim 21, including after the 
forming of the second photoresist layer; 

etching the ?rst dielectric layer through the second pho 
toresist layer according to the pattern of the second 
photoresist layer in order to form the via through the 
?rst dielectric layer 

26. A method according to claim 25, including forming on 
the substrate a circuit which has a contact, the via exposing 
at its lower end a surface portion on the contact. 

27. A method according to claim 21, including forming the 
second dielectric layer on the ?rst dielectric layer. 

28. A method according to claim 21, including selecting 
for the ?rst dielectric layer a material which is one of silicon 
oxide, silicon nitride and silicon oxynitride. 

29. A method according to claim 21, including forming the 
?rst dielectric layer using one of a chemical vapor deposi 
tion technique, a plasma enhanced chemical vapor deposi 
tion technique, and a physical vapor deposition technique. 

30. A method according to claim 21, including selecting 
for the second dielectric layer an organic material. 

31. A method according to claim 21, including selecting 
for the second dielectric layer a material which is one of an 
organic polymer spin-on-polymer dielectric material and an 
amorphous carbon dielectric material. 

32. A method according to claim 21, including selecting 
for the second dielectric layer a material which is one of a 
polyimide organic polymer spin-on-polymer dielectric 
material, a poly-arylene-ether organic polymer spin-on 
polymer dielectric material, a ?uorinated poly-arylene 
ether organic polymer spin-on-polymer dielectric material, 
an amorphous carbon dielectric material, and a ?uorinated 
amorphous carbon dielectric material. 

33. A method according to claim 21, including: 
selecting for the ?rst dielectric layer a material having a 

?rst dielectric constant; and 
selecting for the second dielectric layer a material having 

a second dielectric constant less than the ?rst dielectric 
constant. 

34. A method according to claim 21, including selecting 
for the second dielectric layer a material having a dielectric 
constant less than about 3.0. 


