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TWO-STEP CHEMICAL MECHANICAL 
POLISHING PROCESS FOR PRODUCING 
FLUSH AND PROTRUDING TUNGSTEN 

PLUGS 

Matter enclosed in heavy brackets [ ] appears in the 
original patent but forms no part of this reissue speci? 
cation; matter printed in italics indicates the additions 
made by reissue. 

FIELD OF THE INVENTION 

The disclosed invention relates to the ?eld of semicon 
ductor manufacture. More speci?cally, a chemical mechani 
cal wafer polishing process is described which produces 
improved ?ush and protruding tungsten plugs rather than the 
recessed plugs produced by conventional tungsten plug 
etchback techniques. Coupling with subsequent layers of 
conductive material such as sputtered aluminum is therefore 
more easily accomplished. 

BACKGROUND OF THE INVENTION 

Integrated circuits are chemically and physically inte 
grated into a substrate, such as a silicon or gallium arsenide 
wafer, by patterning regions in the substrate, and by pat 
terning layers on the substrate. These regions and layers can 
be conductive, for conductor and resistor fabrication. They 
can also be of different conductivity types, which is essential 
for transistor and diode fabrication. Up to a thousand or 
more devices are formed simultaneously on the surface of a 
single wafer of semiconductor material. 

It is essential for high device yields to start with a ?at 
semiconductor wafer. If the process steps of device fabri 
cation are performed on a wafer surface that is not uniform, 
various problems can occur which may result in a large 
number of inoperable devices. 

Previous methods used to ensure the wafer surface pla 
narity included forming an oxide such as borophosphosili 
cate glass (BPSG) layer on the wafer surface, then heating 
the wafer to re?ow and planariZe the oxide layer. This 
“re?ow” method of planariZing the wafer surface was suf 
?cient with fairly large device geometries, but as the tech 
nology allowed for smaller device feature sizes, this method 
produced unsatisfactory results. 

Another method which has been used to produce a planar 
wafer surface is to use the oxide re?ow method described 
above, then spin coat the wafer with photoresist. The spin 
coating of the material on the wafer surface ?lls the low 
points and produces a planar surface from which to start. 
Next, a dry etch, which removes photoresist and oxide at a 
rate sufficiently close to 1:1, removes the photoresist and the 
high points of the wafer, thereby producing a planar oxide 
layer on the wafer surface. 

Most recently, chemical mechanical planariZation (CMP) 
processes have been used to planariZe the surface of wafers 
in preparation for device fabrication. The CMP process 
involves holding a thin ?at wafer of semiconductor material 
against a rotating wetted polishing pad surface under a 
controlled downward pressure. A polishing slurry such as a 
mixture of either a basic or acidic solution used as a 
chemical etch component in combination with alumina or 
silica particles used as an abrasive etch component may be 
used. A rotating polishing head or wafer carrier is typically 
used to hold the wafer under controlled pressure against a 
rotating polishing platen. The polishing platen is typically 
covered with a relatively soft wetted pad material such as 
blown polyurethane. 
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2 
Such apparatus for polishing thin ?at semiconductor 

wafers are well known in the art. US. Pat. Nos. 4,193,226 
and 4,811,522 to Gill, Jr. and US. Pat. No. 3,841,031 to 
Walsh, for instance, disclose such apparatus. 

Deposited conductors are an integral part of every inte 
grated circuit, and provide the role of surface wiring for 
conducting current. Speci?cally, the deposited conductors 
are used to wire together the various components that are 
formed in the surface of the wafer. Electronic devices 
formed within the wafer have active areas which must be 
contacted with conductive runners, such as metal. Typically, 
a layer of insulating material is applied stop the wafer and 
selectively masked to provide contact opening patterns. The 
layer is subsequently etched, for instance with a reactive ion 
etch (RIE), to provide contact openings from the upper 
surface of the insulating layer down into the wafer to provide 
electrical contact with selected active areas. 

Certain metals and allows deposited by vacuum evapo 
ration and sputtering techniques do not provide the most 
desired coverage within the contact openings when applied 
to the surface of a wafer. An example of a metal which 
typically provides such poor coverage is sputtered 
aluminum, or alloys of aluminum with silicon and/or copper. 
One metalliZation scheme which does provide good cover 
age within contact vias is tungsten deposited by the chemical 
vapor deposition (CVD) technique. Tungsten is not, 
however, as conductive as aluminum. Accordingly, a tung 
sten layer is typically etched or polished back to provide a 
plug within the insulation layer, the plug having a ?at upper 
surface which is ?ush with the surface of the insulator. A 
layer of aluminum would subsequently be applied atop the 
wafer surface to contact the plug. The aluminum layer is 
then selectively etched to provide the desired interconnect 
ing runners coupling the tungsten with other circuitry. 

FIG. 1 shows a desirable outcome of a process to produce 
a tungsten plug. In accordance with wafer fabrication 
techniques, a material such as an oxide layer 10 covers the 
material of the wafer surface 12. The tungsten 14 which ?lls 
the contact hole 16 in the oxide material 10 is level with the 
surface of the oxide layer. FIG. 2 illustrates one problem 
with present methods of tungsten etch backs, an over etching 
within the contacts which recesses the tungsten 14 within the 
contact hole 16 in the wafer surface 10. This can provide for 
poor contact between the tungsten plug 14 with the alumi 
num or aluminum alloy layer (not shown) which would be 
subsequently deposited by sputtering. It is dif?cult to pro 
vide reliable contacts between the aluminum and the 
recessed tungsten plugs which result from conventional 
tungsten etchback techniques such as reactive ion etching 
(RIE). 

In addition to RIE, another conventional tungsten etch 
back means includes a single-step CMP etchback using a 
polishing slurry and polishing pad. A layer of tungsten is 
formed by CVD or other means onto the wafer surface, 
thereby ?lling the contact holes in the insulation layer with 
tungsten. The surface of the wafer is polished to remove the 
tungsten overlying the surface of the wafer, which leaves the 
contact holes ?lled with tungsten. Due to the chemical 
nature of the slurry and compressible nature of the polishing 
pad, a certain amount of the tungsten material is removed 
from the contact holes, leaving the recessed tungsten struc 
ture 14 of FIG. 2. 

US. Pat. No. 4,992,135 describes a method of etching 
back tungsten layers, which is incorporated herein by ref 
erence. 

A need remains for improved methods of etching back 
tungsten layers on semiconductor wafers to allow for good 
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contact With layers of metal or other conductive material 
Which are subsequently deposited. 

SUMMARY OF THE INVENTION 

An object of the invention is to provide a process for 
forming contacts (plugs) of tungsten or other conductive 
materials that results in a more uniform, nonrecessed plug. 

Another object of the invention is to provide a process for 
forming a plug of tungsten or other conductive material 
Which results in a better surface to connect With another 
material such as a layer of aluminum by virtue of the more 
uniform, nonrecessed characteristics of the plug. 

Yet another object of the invention is to provide a process 
for forming a plug of tungsten of other conductive material 
Which can produce uniform, protruding plugs Which alloW 
for easier coupling With subsequent layers of conductive 
material than recessed plugs produced by conventional 
methods. 

These objects of the invention are realiZed With an inven 
tive tWo-step process of plug formation Which uses chemical 
mechanical planariZation (CMP) technology. A substrate of 
a material such as silicon having a layer of oxide (BPSG) is 
manufactured With contact holes therein, and a layer of 
metal such as tungsten is formed upon the substrate to ?ll the 
contact holes. A ?rst CMP step, Which is selective to the plug 
material, removes the upper layer of tungsten from the oxide 
surface While removing very little or no oxide from the 
Wafer surface. During the last phase of the step Which 
completely removes metal residue including barriers such as 
titanium nitride and titanium layers over the surface of the 
Wafer, a portion of the tungsten beloW the level of the oxide 
surface is also removed, thereby recessing the tungsten 
plugs. This recessed plug, Which is typical of conventional 
plug formation, is dif?cult to couple With a subsequent layer 
of metal or other material. 

Therefore, a second CMP step Which is selective to oxide 
material of the Wafer surface, removes a portion of the 
insulation material to a level even With, or slightly beloW, the 
level of the tungsten plugs. To shape the tungsten extending 
above the surface so as to remove the concave shape 

resulting from the plug recess, the slurry of the oxide CMP 
can be formulated so as to remove a desired amount of 

tungsten. This can be accomplished by increasing the 
amount of etchant that is selective to the material of the plug. 

BRIEF DESCRIPTION OF THE DRAWINGS 

FIG. 1 is a cross-section of a desirable plug; 

FIG. 2 is a cross-section of a recessed plug typically 
produced by a conventional CMP process; 

FIG. 3 is a cross-section of a ?rst step in the inventive 
process shoWing a layer of conductive material (such as 
tungsten) formed over the substrate; and 

FIG. 4 is a cross-section of a protruding plug embodiment 
Which can be produced by the inventive tWo-step process. 

DETAILED DESCRIPTION OF THE 
INVENTION 

The inventive process formed plugs from a conductive 
material (in the instant case tungsten) Which Were even With, 
and in a second embodiment slightly protruding from, [a] an 
insulation layer comprising an insulating material or a 
dielectric material, such as an oxide material (BPSG in the 
instant case, or other materials such as SiO2) or a nonoxide 
material (such as polyimide). The shape of the protruding 
plugs Was controllably convex and alloWed for an improved 
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surface With Which to couple a subsequent layer of conduc 
tive material such as aluminum. 
The inventive process began With a Wafer as shoWn in 

FIG. 3 fabricated by means knoWn in the art having a layer 
of insulation material 10 such as an oxide (BPSG) Which is 
approximately 2*3 pm thick. Contact holes 16 Were formed 
into material 10 by any conventional process. A layer of 
metal 30, tungsten in the instant case, ?lled the contact holes 
16 and extended over the insulation 10 surface. The tungsten 
layer 30 Was formed by chemical vapor deposition (CVD) to 
most e?iciently ?ll the contact holes 16, but Workable 
methods knoWn in the art are also possible. The layer of 
tungsten 30 over the oxide surface 10 in the instant case Was 
approximately IOKA thick, but other thicknesses are pos 
sible as the layer is removed in subsequent Wafer processing 
steps. 

Next, the Wafer Was subjected to a chemical mechanical 
polishing (CMP) process Which Was selective to tungsten. 
The process employed a polishing pad mounted on a rotating 
platen. A slurry, containing abrasive particles such as Al2O3 
and etchants such as H202 and either KOH or NH4OH, or 
other acids or bases, removed the tungsten at a predictable 
rate, While removing very little of the insulation. This 
process is described in US. Pat. No. 4,992,135. The pol 
ishing pad Was held in contact With the Wafer surface at a 
pressure of 7*9 psi for approximately 5*l0 minutes. This 
process resulted in the structure of FIG. 2, a tungsten plug 
14 Within the contact holes 16 in the oxide 10. The tungsten 
14 Was slightly recessed at this stage in the process as shoWn 
resulting from the mechanical erosion of the tungsten from 
the ?bers of the polishing pad. The magnitude of the recess 
typically varied from approximately 0.5KA to 3KA beloW 
the surface of the oxide 10. To selectively remove the 
tungsten, the chemical component of the slurry oxidiZed the 
tungsten, and the tungsten oxide Was removed mechanically 
With the abrasive material in the slurry. Additionally, a small 
portion of the tungsten Was removed by the abrasive. In any 
case, the CMP process used is selective to tungsten and 
leaves the insulation layer relatively unaffected. 
The second step involved a CMP process Which Was 

selective to the material of the insulation layer, although it 
may be desirable to remove a small amount of the tungsten 
as Well to either to polish the tungsten or to provide a convex 
protruding plug. If tungsten is removed at this step, it is done 
at a much sloWer rate than the removal of the insulation 
material. A slurry containing etchants selective to the oxide 
Was added betWeen a rotating polish pad and the Wafer 
surface. The colloidal silica slurry used in the instant case 
contained abrasives as described above, and also etchants 
selective to the oxide, such as a basic mixture of H20 and 
KOH. In most cases, if other nonoxide insulators are used 
other chemical etchants Would be required. As shoWn in 
FIG. 1, the insulation material 10 Was removed from around 
the tungsten plugs 14, resulting in a plug 14 Which Was even 
With the surface of the insulation material 10. The action of 
the pad abraded the surface of the tungsten and the oxide 
material suf?cient to polish out surface irregularities. The 
tungsten Was polished at a sloW rate, less than SOA/minute, 
but the oxide underlayer Was polished at a high rate, greater 
than 2500A/minute. Typically, a layer of 0.5KA*3KA of the 
insulation material is removed at the second CMP step, as 
this is the usual extent to Which the tungsten is recessed 
Within the contact hole. 
A second embodiment of the ?rst step Was also used to 

successfully form the tungsten plugs. This process used a 
novel polishing slurry comprising aluminum oxide (A1203) 
abrasive particles and a basic mixture of H20 and H202. It 
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Was found that the second base of the mixture as described 
above, KOH or NH4OH, had little effect on the speed or 
quality of the etch. In this novel slurry, H2O2 is used to 
oxidize the tungsten surface, forming tungsten oxide. The 
formed tungsten oxide is subsequently removed by the 
polishing process, creating a fresh tungsten surface for 
continued surface reaction betWeen H202 and the tungsten 
surface. In contrast, the ?rst embodiment of the ?rst step 
describes the use of H202 and a second chemical component 
such as KOH or NH4OH Which served to remove tungsten 
oxide chemically. It has been found that the tungsten oxide 
is sufficiently removed by the mechanical polishing effect of 
the abrasive Within the slurry. With this neW slurry, a 
polishing rate of lKA/minute to 3KA/minute Was found, 
depending on the H202 to H2O ratio. A 100% solution of 
H202 removed the tungsten oxide at about 3KA/minute 
While a 1:1 ratio by volume of H202 to H2O removed the 
tungsten oxide at around 0.5KA/minute. Using the inventive 
slurry, a good tungsten to insulation (i.e. BPSG) polishing 
selectivity Was obtained, and Was determined to be approxi 
mately 20:1. 

In other embodiment of the invention, the second Wafer 
polishing step Which removed the oxide 10 Was continued to 
remove additional insulation material 10 and to produce a 
convexly rounded protruding tungsten plug 40 as shoWn in 
FIG. 4, although this is not a requirement of the inventive 
process. The rounded surfaces of the tungsten plugs 40 
provided surfaces Which Were easily coupled to layers of 
aluminum (not shoWn) formed by sputtering or other means 
during subsequent Wafer processing steps. Tungsten plugs 
With a diameter of less than 1 micron Were produced 

In addition to producing uniform plugs Which Were not 
recessed Within the insulation layer, the inventive tWo-step 
process resulted in more planariZed Wafer surface due to the 
oxide polishing in the second step. 
What have been described are speci?c con?gurations of 

the invention, as applied to particular embodiments. Clearly, 
variations can be made to the original methods and materials 
described in this document for adapting the invention to 
other embodiments. For example, insulators other than those 
comprising oxide could be used, for example Si3N4. For 
these nonoxide insulators, hoWever, a chemical etchant other 
than the KOH and Water solution Would most likely be 
required. Also, various acids, bases, and abrasive materials 
can be used in the CMP slurry to maintain the scope and 
spirit of the invention. Therefore, the invention should be 
read as limited only by the appended claims. 
What is claimed is: 
1. A method of producing a conductive plug in an insu 

lation layer, comprising the steps of: 
a) removing a portion of the insulation layer to form a 

contact hole Within the insulation layer; 
b) applying a layer of conductive material to a surface of 

the insulation layer, thereby ?lling said contact hole 
With said conductive material and resulting in a layer of 
said conductive material over said insulation layer 
surface; 

c) removing at least a portion of said conductive material 
from said surface of the insulation layer and leaving 
said contact hole substantially ?lled With said conduc 
tive material, said removing being performed by 
chemical mechanical planariZation With a slurry com 
prising an abrasive material and an oxidiZing 
component, said oxidiZing component comprising 
hydrogen peroxide and Water Wherein a ratio by vol 
ume of hydrogen peroxide to Water is in the range of 
1:0 to 1:1; 
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6 
d) removing some of the insulation layer to loWer said 

insulation layer surface With respect to an upper surface 
of said conductive material. 

2. The method of claim 1, Wherein said contact hole is 
formed by etching. 

3. The method of claim 1, Wherein said layer of conduc 
tive [layer] material is formed by chemical vapor deposi 
tion. 

4. The method of claim 1, Wherein said abrasive material 
comprises aluminum oxide. 

5. The method of claim 1, Wherein step d) is done by 
chemical mechanical planariZation. 

6. The method of claim 5, Wherein step d) comprises the 
use of a slurry having [an] a second abrasive material and a 
compound Which selectively removes a portion of the insu 
lation layer. 

7. The method of claim 6, Wherein said second abrasive 
material comprises silica. 

8. The method of claim 6, Wherein said compound com 
prises potassium hydroxide. 

9. The method of claim 1, Wherein betWeen 0.5KA and 
3KA of the [substrate material] insulation layer is removed 
during step d). 

10. The method of claim 1, Wherein step d) continues until 
said insulation layer surface is substantially even With said 
upper surface of said conductive material. 

11. The method of claim 1, Wherein step d) continues until 
said insulation layer surface is loWer than said upper surface 
of said conductive material, thereby resulting in said con 
ductive material protruding from said insulation layer sur 
face. 

12. The method of claim 1, Wherein the plug formed 
comprises tungsten. 

13. The method of claim 12, Wherein during step c) a 
portion of said tungsten reacts With said hydrogen peroxide 
to form tungsten oxide. 

14. The method of claim 1, Wherein the insulation layer 
comprises [an insulating] a dielectric [layer] material. 

15. The method of claim 14, Wherein betWeen 0.5 KA and 
3KA of the [substrate material] insulation layer is removed 
in step d). 

16. The method of claim 1, Wherein the [substrate mate 
rial] insulation layer comprises polyimide. 

17. A method of chemical mechanical planariZation of an 
oxide material, comprising the steps of: 

a) etching a portion of the oxide material to form a contact 
hole Within said oxide material; 

b) applying a layer of tungsten to a surface of the oxide 
material, thereby ?lling said contact hole With said 
tungsten and resulting in a layer of said tungsten 
material over said oxide material; 

c) chemically and mechanically removing at least a por 
tion of said tungsten from said surface of said oxide 
material With a ?rst solution comprising H2O2 Water, 
and an abrasive material, and leaving said contact hole 
substantially ?led With said tungsten, Wherein a ratio by 
a volume of said H202 to said Water is in the range of 
1:0 to 1:1; 

d) chemically and mechanically removing a portion of the 
oxide material With a second solution comprising KOH 
and an abrasive material to loWer said surface of said 
oxide material With respect to an upper surface of said 
tungsten; 

Whereby a plug of tungsten is formed in said contact hole. 
18. The method of claim 17, Wherein betWeen 0.5KA and 

3KA of said oxide material is removed during step d). 
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19. The method of claim 17, wherein step d) continues 
until said surface of said oxide material is substantially even 
With said upper surface of said tungsten. 

20. The method of claim 17, Wherein step d) continues 
until said surface of said oxide material is loWer than said 
upper surface of said conductive material, thereby resulting 
in said tungsten protruding from the oxide material. 

21. A method of producing a conductive plug in an 
insulation layer, comprising the steps of: 

a) removing a portion of the insulation layer to form a 
contact hole Within the insulation layer; 

b) applying a layer of conductive material to a surface of 
the insulation layer, thereby ?lling said contact hole 
With said conductive material and resulting in a layer of 
said conductive material over said insulation layer 
surface; 

c) removing at least a portion of said conductive material 
from said surface of the insulation layer and leaving 
said contact hole substantially ?lled With said conduc 
tive material; 

d) removing some of the insulation layer by chemical 
mechanical planariZation using a slurry, said slurry 
having an abrasive material and a compound Which 
selectively removes a portion of said insulation layer to 
loWer said insulation layer surface With respect to an 
upper surface of said conductive material; 

e) removing at least a portion of said conductive material 
from said surface of the insulation layer and leaving 
said contact hole substantially ?lled With said conduc 
tive material, said removing being performed by 
chemical mechanical planarization With a slurry com 
prising an abrasive material and an oxidiZing compo 
nent and a carrier, Wherein a ratio by volume of the 
oxidiZing component to the carrier is in the range of 1:0 
to 1:1; 
removing some of the insulation layer to loWer said 
insulation layer surface With respect to an upper surface 
of said conductive material. 

22. The method of claim 21, Wherein said abrasive 
material comprises silica. 

23. The method of claim 21, Wherein said compound 
comprises potassium hydroxide. 

24. A method of producing a conductive plug in an 
insulation layer, comprising the steps of' 

a) removing a portion ofthe insulation layer to form a 
contact hole within the insulation layer; 

b) applying a layer ofconductive material to a surface of 
the insulation layer, thereby ?lling said contact hole 
with said conductive material and resulting in a layer 
ofsaid conductive material over said insulation layer 
surface; 

c) removing at least a portion of said conductive material 
from said surface of the insulation layer and leaving 
said contact hole substantially?lled with said conduc 
tive material, said removing beingperformed by chemi 
cal mechanical planarization with a slurry comprising 
an abrasive material and an oxidizing component, said 
oxidizing component consisting essentially of hydrogen 
peroxide and, optionally, water in a ratio by volume of 
water to hydrogen peroxide of up to 1 :1; and 

d) removing some of the insulation layer to lower said 
insulation layer surface with respect to an upper sur 
face of said conductive material. 

25. The method ofclaim 24, wherein said contact hole is 
formed by etching. 
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8 
26. The method ofclaim 24, wherein said conductive layer 

is formed by chemical vapor deposition. 
27. The method of claim 24, wherein said abrasive 

material comprises aluminum oxide. 
28. The method ofclaim 24, wherein step d) is done by 

chemical mechanical planarization. 
29. The method ofclaim 28, wherein step d) comprises the 

use ofa slurry having a second abrasive material and a 
compound which selectively removes a portion of the insu 
lation layer 

30. The method ofclaim 29, wherein said second abrasive 
material comprises silica. 

3]. The method of claim 29, wherein said compound 
comprises potassium hydroxide. 

32. The method ofclaim 24, wherein between 0.5KA AND 
3KA ofthe insulation layer is removed during step 

33. The method ofclaim 24, wherein step d) continued 
until said insulation layer surface is substantially even with 
said upper surface of said conductive material. 

34. The method of claim 24, wherein step d) continues 
until said insulation layer surface is lower than said upper 
surface of said conductive material, thereby resulting in said 
conductive material protruding from said insulation layer 
surface. 

35. The method of claim 24, wherein the plug formed 
comprises tungsten. 

36. The method of claim 35, wherein during step c) a 
portion of said tungsten reacts with said hydrogen peroxide 
to form tungsten oxide. 

37. The method ofclaim 24, wherein the insulation layer 
comprises a dielectric material. 

38. The method ofclaim 37, wherein between 0.5KA and 
3KA ofthe insulation layer is removed in step 

39. The method ofclaim 24, wherein the insulation layer 
comprises polyimide. 

40. A method ofchemical mechanicalplanarization ofan 
oxide material, comprising the steps of' 

a) etching a portion of the oxide material to form a 
contact hole within said oxide material; 

b) applying a layer of tungsten to a surface of the oxide 
material, thereby ?lling said contact hole with said 
tungsten and resulting in a layer of said tungsten 
material over said oxide material; 

c) chemically and mechanically removing at least a 
portion of said tungsten from said surface of said oxide 
material with a first solution and an abrasive material, 
and leaving said contact hole substantially?lled with 
said tungsten, said first solution consisting essentially 
of hydrogen peroxide and, optionally, water in a ratio 
by volume of water to hydrogen peroxide of up to 1 :1 ; 

d) chemically and mechanically removing aportion ofthe 
oxide material with a second solution comprising KOH 
and an abrasive material to lower said surface ofsaid 
oxide material with respect to an upper surface of said 
tungsten; and 

whereby aplug oftungsten isformed in said contact hole. 
4]. The method ofclaim 40, wherein between 0.5KA and 

3KA and said oxide material is removing during step 
42. The method of claim 40, wherein step d) continues 

until said surface ofsaid oxide material is substantially even 
with said upper surface of said tungsten. 

43. The method of claim 40, wherein step d) continues 
until said surface ofsaid oxide material is lower than said 
upper surface of said conductive material, thereby resulting 
in said tungsten protrudingfrom the oxide material. 

44. A method of producing a conductive plug in an 
insulation layer, comprising the steps of' 
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a) removing a portion of the insulation layer to form a optionally, a carrier in a ratio by volume ofcarrier to 
contact hole within the insulation layer; oxidizing component ofup to 1:]; and 

b) applying a layer OfCOnduClive mlllel’illl Z0 11 Surface 0f d) removing some of the insulation layer to lower said 
the insulation lay??? [hereby ?lling Said Contact hole insulation layer by chemical mechanicalplanarization 
with said conductive material and resulting in a layer 5 using a Slurry] Said Slurry having an abrasive material 
ofsaid conductive material over said insulation layer and a compound which Selectively removes apom'on of 
Surface; said insulation layer surface with respect to an upper 

c) removing at least a portion of said conductive material surface of said conductive material. 
from said surface of the insulation layer and leaving 45. The method of claim 44, wherein said abrasive 
said contact hole substantially?lled with said conduc- 10 material comprises silica. 
tive material, said removing beingperformed by chemi- 46. The method of claim 44, wherein said compound 
cal mechanical planarization with a slurry comprising comprises potassium hydroxide. 
an abrasive material and a solution, said solution 
consisting essentially of an oxidizing component and, * * * * * 


