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EXTENDED RELEASE GROWTH 
PROMOTING TWO COMPONENT 

COMPOSITION 

Matter enclosed in heavy brackets [ ] appears in the 
original patent but forms no part of this reissue speci? 
cation; matter printed in italics indicates the additions 
made by reissue. 

Sustained release pharmaceutical composition contain 
ing growth promoters for use in food animals are described 
in Us. Pat. No. 3,939,265 issued to J. A. Grandadam on Feb. 
17, 1976 and Us. Pat. No. 5,288,496 issued to D. H. Lewis 
on Feb. 22, 1994. The rate of release of the growth promot 
ers of these compositions, however, generally does not 
comport with the growth periods of food animals in feedlots, 
the rate of release of the promoters declining over the growth 
period and becoming markedly reduced before the expira 
tion of the period. To overcome this de?ciency in feedlot 
growth promotion, it would be desirable to provide an 
extended release composition, from which the growth pro 
moters are uniformly released over the growth period of the 
food animal in the feedlot, thereby enhancing the weight 
gain of the animal and improving the feed efficiency of the 
formulation. It has now been found that a composition 

comprising a ?rst composition comprising growth promot 
ers and a second composition comprising growth promoters 
and a biodegradable polymer releases the promoters over an 
extended period of time corresponding to the growth period 
of feedlot animals. 

The present invention relates to an extended release 
composition comprising a ?rst composition comprising 
growth promoters and a second composition comprising 
growth promoters and a biodegradable polymer. More 
speci?cally, the present invention relates to a composition 
comprising a ?rst composition comprising a compound of 
formula 1 

OH 

0 

wherein R is loweralkyl; the ester derivatives, geometric 
isomers, stereoisomers, or optical isomers thereof, a com 
pound of formula 2 

OH 

R2 

0 

m 

20 

25 

30 
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45 

50 

55 

0 

wherein R3 and R4 are loweralkyl; the geometric isomers, 
stereoisomers, or optical isomers thereof, a compound of 
formula 4 

R5 
OH 

HO 

wherein R5 is loweralkyl; the ester derivatives, geometric 
isomers, stereoisomers, or optical isomers thereof; or a 
compound of formula 5 

OH O 

HO OH 

wherein R6 is loweralkyl; the ester derivatives, geometric 
isomers, stereoisomers, or optical isomers thereof; and a 
second composition comprising a compound of formula 1 

OH 

0 

wherein R is loweralky; the ester derivatives, geometric 
isomers, stereoisomers, or optical isomers thereof, a com 
pound of formula 2 

OH 

R2 

0 

wherein R1, and R2 are loweralkyl; the ester derivatives, 65 wherein R1 and R2 are loweralkyl; the ester derivatives, 
geometric isomers, stereoisomers, or optical isomers 
thereof, a compound of formula 3 

geometric isomers, stereoisomers, or optical isomers 
thereof, a compound of formula 3 



US RE39,592 E 

R5 
OH 

HO 

wherein R5 is loWeralkyl; the ester derivatives, geometric 
isomers, stereoisomers, or optical isomer thereof, a com 
pound of formula 4 

0 

wherein R3 and R4 are loWeralkyl; the geometric isomers, 
stereoisomers, or optical isomers thereof, and a compound 
of formula 5 

OH O 

HO OH 

Wherein R6 is loWeralkyl; the ester derivatives, geometric 
isomers, stereoisomers, or optical isomers thereof; and a 
biodegradable polymer selected from the group consisting of 
homopolymers and copolymers of y-butyrolactone, 
o-valerolactone, e-caprolactone, glycolide, DL-lactide, 
L-lactide, glycolic acid, DL-lactic acid, L-lactic acid, and 
combinations thereof, polydioxanones, polyorthesters, 
polyanhydrides, polycarbonates, polyesteramides, and 
polyphosphaZines, useful for the promotion of Weight gain 
in food animals. The present invention also relates to a 
pharmaceutical dosage form containing the composition, a 
method of preparing the dosage form utiliZing the 
composition, as Well as pellets of the composition for 
implantation in food animals. 

Preferred compositions of groWth promoters are those 
Wherein R, R1, R2, R3, and R4, R5 and R6 are methyl and the 
aroyl or alkanoyl ester derivatives thereof, Where applicable. 
More preferred compositions are those Wherein the 

groWth promoters are; 
(a) l7[3-acetoxyestra-4,9, l l -trien-3 -one; 
(b) l7[3-benZoyloxyestra-4,9, l l -trien-3-one; 
(c) l7[3-propionyloxy-4-androsten-3-one; 
(d) pregn-4-en-3,20-dione; 
(e) estra-l,3,5(l0)-trien-3,l7[3-diol; 
(f) l7[3-benZoyloxyestra-l,3,5(l0)-trien-3-ol; 
(g) 3,4,5,6,9,l0,ll,l2-decahydro-7,l4,l6-trihydroxy-3 

methyl- 1 H(2) -benZoxacyclotetradecin 1 -one. 
Preferred biodegradable polymers are homopolymers and 

copolymers of glycolide, DL-lactide, L-lactide, glycolic 
acid, DL-lactic acid and L-lactic acid and combinations 
thereof. 

25 

30 

35 

40 

50 

55 

60 

65 

4 
More preferred biodegradable polymers are copolymers 

of DL-lactide and glycolide, copolymers of L-lactide and 
glycolide, polymers of L-lactide and polymers of 
DL-lactide, designated polylactides. 
As used throughout the speci?cation and appended 

claims, the term “alkyl” refers to a straight or branched chain 
hydrocarbon radical containing no unsaturation and having 
1 to 5 carbon atoms. Examples of alkyl groups are methyl, 
ethyl, l-propyl, 2-propyl, l-butyl, 2-butyl, l-pentyl, 
3-pentyl, and the like; the term “alkanoic acid” refers to a 
compound formed by combination of a carboxyl group and 
a hydrogen atom or alkyl group. Examples of alkanoic acid 
are formic acid, acetic acid, propanoic acid, 
l-methylpropanoic acid, 2,2-dimethylacetic acid, pentanoic 
acid, and the like; the term “alkanoyl” refers to the radical 
formed by removal of the hydroxyl group from an alkanoic 
acid. Examples of alkanoyl groups are formyl, acetyl, 
propanoyl, 2-methylpropanoyl, 2,2-dimethylacetyl, 
pentanoyl, and the like. The term “aryl” refers to an unsub 
stituted or a substituted phenyl group. Examples of aryl 
groups are benZene, 2-methylbenZene, 3-chlorobenZene, 
4-hydroxybenZene, 3-methoxybenZene, methoxybenZene, 
3-nitrobenZene, 2-tri?uorobenZene, and the like. The term 
“aroic acid” refers to a compound formed by combination of 
an carboxyl group With an aryl group. Examples of aroic 
acids are benZoic acid, 2-methylbenZoic acid, 
3-chlorobenZoic acid, 4-hydroxybenZoic acid, 
3-methoxybenZoic acid, 3 -nitrobenZoic acid, 
2-tri?uorobenZoic acid, and the like. The term “aroyl” refers 
to the radical formed by removal of the hydroxyl group from 
an aroic acid. Examples of aroyl are benZoyl, 
Z-methylbenzoyl, 3-chlorobenzoyl, 4-hydroxybenzoyl, 
3-methoxybenZyol, 2-nitrobenZoyl, 
2-tri?uoromethylbenZoyl, and the like. The term “loWer” as 
applied to any of the aforementioned groups or compounds 
refers to a group or compound having a carbon skeleton 
containing up to and including 5 carbon atoms. The expres 
sion “ester derivatives” refers to esters of the hydroxy group 
or groups of compounds of the present invention and an 
alkanoyl or aroyl group. Examples of ester derivatives are 
esters of formic acid, acetic acid, propanoic acid, 
l-methylpropanoic acid, 2,2-dimethylacetic acid, pentanoic 
acid, benZoic acid, 2-methylbenZoic acid, 3-chlorobenZoic 
acid, 4-hydroxybenZoic acid, 3-methoxybenZoic acid, 
2-nitrobenZoic acid and 2-tri?uoromethylbenZoic acid and 
the like. 
The compounds of the compositions of the present inven 

tion Which lack an element of symmetry exist as optical 
antipodes and as the racemic forms thereof. The optical 
antipodes may be prepared from the corresponding racemic 
forms by standard optical resolution techniques or by syn 
thesis from optically active precursors. 

The present invention comprehends all optical isomers 
and racemic forms thereof and all stereoisomers of the 
compounds of the compositions disclosed and claimed 
herein. The formulas of the compounds shoWn herein are 
intended to encompass all possible optical and stereoisomers 
of the compounds so depicted. 
The expression “food animal” refers to an animal raised 

for the purpose of providing a source of protein in the diet 
of humans or other animals. Examples of food animals are 
bovine animals, such as coWs, cattle, steers, calves, and the 
like, ovine animals such as sheep; porcine animals such as 
pigs, and the like and avians such as chickens, turkeys and 
the like. 
The expression “conventional drug delivery” refers to the 

temporally uncontrolled release of a drug into the blood of 
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an animal resulting in a short duration of action, the blood 
levels of the drug being either initially high (intravenous 
administration) and falling off rapidly, or initially loW 
(extramuscular administration), rapidly rising and falling off 
rapidly. 

The expression “sustained release” refers to the sloW 
release of a drug into the blood of an animal over a 
prolonged period of time Wherein the blood levels of the 
drug decline rapidly over time, but not as rapidly as in 
conventional release. 

The expression “controlled release” refers to sustained 
release Wherein constant blood levels of the drug are main 
tained over a period of time. 

The expression “delayed release” refers to the release of 
a drug into the blood of an animal after an induction period 
subsequent to the administration of the drug, Without an 
initial burst release of the drug. 

The expression “extended release” refers to the controlled 
release of a drug into the blood of an animal over a long 
period of time. 

The expression “steroid” refers to a compound character 
ized by the presence of a perhydrocyclopentenophenan 
threne ring system. 

The term “biodegradable polymer” refers to those syn 
thetic and naturally occurring Water-insoluble polymers that 
degrade by hydrolysis or enzymatic processes. Examples of 
useful biodegradable polymers include, but are not limited 
to the aliphatic polyesters of hydroxy acids (i.e. the 
“polylactides”) such as the homopolymers and copolymers 
prepared by ring-opening polymerization of glycolide, 
DL-lactide, L-lactide, y-butyrolactone, o-valerolactone, 
e-caprolactone, as Well as blends of these polymers. Other 
examples include homopolymers and copolymers prepared 
by directed condensation of glycolic acide, DL-lactic acid, 
L-lactic acid, and various other classes of polymers includ 
ing the polydioxanones, polyorthoesters, polyanhydrides, 
polycarbonates, polyesteramides, polyamides and polyphos 
phazines. 

The groWth promoters of the compositions of the present 
invention are described in the art. For example, the steroids 
of the formulas 1 and 3 are described in Us. Pat. No. 
3,939,265 issued to J. A. Grandadam on Feb. 17, 1996; the 
steroids in formula 2 are described in Us. Pat. No. 2,236, 
574 issued to H. Koester, et al., on Apr. 11, 1941; the steroid 
of formula 3 is described in Us. Pat. No. 2,232,438 issued 
to A. Butendant on Feb. 18, 1941; and the macrocycles of 
formula 5 are described in Us. Pat. No. 3,239,345 issued to 
E. B. Hodge, et al., on Mar. 8, 1966. The ester derivatives of 
the groWth promoters are also described in the art, or may be 
prepared by conventional esteri?cation techniques, eg 
treating compounds containing a hydroxyl group With an 
alkanoyl or an aroyl halide in the presence of an acid 
acceptor. 

The “polylactides” as de?ned herein are described in Us. 
Pat. No. 5,366,734 issued Nov. 22, 1994 to F. G. Hutchinson 
and are prepared by polymerization of lactic acid or glycolic 
acid, alone, or the corresponding lactides or glycolides, or 
copolymerization of lactic acid and glycolic acid, or the 
corresponding lactides and glycolides, as described therein, 
or are available from commercial sources, for example, 
Birmingham Polymers, lnc., Birmingham, Ala. 

The biodegradable polymers of the compositions of the 
present invention, i.e. the polydioxanones, polyorthoesters, 
polyanhydrides, polycarbonates, polyesteramides, polya 
mides and polyphosphazines, are described in, for example, 
U.S. Pat. No. 5,508,730 issued to R. C. Fuissz on May 21, 
1996, among others. 
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6 
The extended release composition of the present invention 

comprises a ?rst and second composition formulated as a 
pharmaceutical dosage form for administration to a food 
animal for Weight gain in the feedlot. The ?rst composition 
of the formulation comprises groWth promoters of formulas 
1 to 5 Wherein R, R1, R2, R3, R4, R5, and R6 are as de?ned 
herein, and the ester derivatives thereof, preferably those 
groWth promoters Wherein R, R1, R2, R3, R4, R5, and R6 are 
methyl and the aroyl or alkanoyl ester derivatives thereof, 
Where applicable, more preferably, groWth promoters 
selected from the group consisting of: 

(a) 17[3-acetoxyestra-4,9,11-trien-3-one; 
(b) 17[3-benzoyloxyestra-4,9,11-trien-3-one; 
(c) 17[3-propionyloxy-4-androsten-3-one; 
(d) pregn-4-en-3,20-dione; 
(e) estra-1,3,5(10)-trien-3,17[3-diol; 
(f) 17[3-benzoyloxyestra-1,3,5(10)-trien-3-ol; and 
(g) 3,4,5,6,9,10,11,12-decahydro-7,14,16-trihydroxy-3 

methyl-1H(2)-benzoxacyclotetradecin-1-one. 
The second composition of the formulation comprises 

groWth promoters of formulas 1 to 5 Wherein R, R1, R2, R3, 
R4, R5, and R6 are as de?ned herein and the ester derivatives 
thereof, preferably, those groWth promoters Wherein R, R1, 
R2, R3, R4, R5, and R6 are methyl and the aroyl or alkanoyl 
derivatives thereof, Where applicable, more preferably, 
groWth promoters selected from the group consisting of: 

(a) 17[3-acetoxyestra-4,9,11-trien-3-one; 
(b) 17[3-benzoyloxyestra-4,9,11-trien-3-one; 
(c) 17[3-propionyloxy-4-androsten-3-one; 
(d) pregn-4-en-3,20-dione; 
(e) estra-1,3,5,(10)-trien-3,17[3-diol; 
(f) 17[3-benzoyloxyestra-1,3,5(10)-trien-3-ol; 
(g) 3,4,5,6,9,10,11,12-decahydro-7,14,16-trihydroxy-3 

methyl-1H(2)-benzoxacyclotetradecin-1-one, and 
a biodegradable polymer, preferably, homopolymers and 

copolymers of glycolide, DL-lactide, L-lactide, gly 
colic acid, DL-lactic acid and L-lactic acid, and com 
binations thereof, more preferably copolymers of 
DL-lactide and glycolide and copolymers of L-lactide 
and glycolide. 

The formulation may contain, in addition to the groWth 
promoters, the active ingredients, excipients, e.g., phar 
maceutical binders and ?llers, such as starch, 
ethylcellulose, cellulose acetate, sucrose, and polyvi 
nylpyrrolidone. Ethylcellulose is preferred. The formu 
lation may also contain an adhesive, for example, 
cholesterol, and a lubricant, for example, magnesium 
stearate. 

The homopolymers and copolymers of glycolide, 
DL-lactide and L-lactide, glycolic acid, DL-lactic acid and 
L-lactic acid, and combinations thereof, are characterized by 
their composition and molecular Weight. Composition can 
be conveniently determined by nuclear magnetic resonance 
spectrometry. For polymers prepared by ring-opening 
polymerization, the composition is described as the molar 
composition based on the cyclic monomers from Which the 
polymer Was prepared. For those prepared by direct 
condensation, the composition is described as the molar 
composition of the hydroxyacid residues present. The com 
positions of the polylactides that are useful in preparing the 
formulations described herein include all homopolymers 
and copolymers that exhibit glass transition or crystalline 
melting transition temperatures greater than about 400 C. 
The preferred compositions are those copolymers of 
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DL-lactide and glycolide With monomer ratios in the range 
from about 50:50 to about 90:10 and the most preferred 
compositions are those With monomer ratios in the range 
from about 60:40 to about 75:25. All monomer ratios are 
expressed as the ratio of DL-lactide to glycolide 

Molecular Weight can be monitored by dilute-solution 
viscosity measurements. As described herein, dilute-solution 
viscosities are measured in either chloroform (265% 
lactide) or hexa?uroisopropanol (<65% lactide) at 300 C. 
and a concentration of about 0.5 g/dL (IV<1.5 dL/g) or 0.2 
g/dL (IV=1.5*3.5 dL/ g). The inherent viscosities of the 
polylactides may fall Within the range of about 0.1 dL/ g to 
about 3.5 dL/g; that of the preferred polymers being in the 
range of about 0.3 dL/g to about 1.5 dL/g. 

The biodegradable polymer, preferably, a polylactide, of 
the second composition of the formulation serves as a 
coating of a core of the formulation and may be present as 
a minor component of the core in an amount Within the range 
of from about 0 to about 10%. 

The timing of the initial release of the groWth promoters 
from the second composition formulation, the coated 
composition, is determined by the relative amounts of the 
promoters to the biodegradable polymeric coating, as Well as 
the characteristics of the coating. Generally, the greater the 
proportion of biodegradable polymer to the groWth 
promoters, the greater the retardation of the initial release of 
the groWth promoters, i.e., the longer delayed release period. 
For example, in table 1, the uncoated pellet began releasing 
immediately While the 10.8 Wt. % coasted pellet did not 
begin to release until approximately 45 days and the 19.8 Wt. 
% of coated pellet did not begin to release until approxi 
mately 55 days. 

The timing of release of the groWth promoters from the 
coated formulation is also dependent on the relative propor 
tions of the DL-lactide to glycolide units in the copolymers 
and the molecular Weight thereof. Generally, the greater the 
proportion of DL-lactide units to glycolide units in the 
copolymer, the greater the delay of the release of the groWth 
promoters from the formulation. For example, the delay of 
release of the groWth promoters, 17[3,-acetoxyestra-4,9,11 
trien-3-one and estra-1,3,5(10)-trien-3,17[3-diol, from the 
coated formulation decreased by increasing the amount of 
DL-lactide units in the copolymer in a formulation having a 
coating of DL-lactide-glycolide copolymer. 

Generally, the greater the molecular Weight of the biode 
gradable polymer, the greater the delay of the release of the 
groWth promoters. 

The in vitro rates of release of the groWth promoters of the 
present invention are determined by conventional methods 
knoWn in the art, for example, by the methods described by 
J. W. Gibson in Intrauterine Contraception: Advances and 
Future Prospects, G. I. Zatuchni, et al. Editors, Harper and 
RoW, Philadelphia, Pa., 1984, pages 218 and 219. In one 
such in vitro method, for example, the second composition 
formulation containing groWth promoters of formula 1 and 
4, in the form of a coated pellet Was added to an aqueous 
solution of a dissolution medium of sodium dodecyl sulfate 
(5 Wt. %) and incubated at 370 C. Samples of the dissolution 
medium Were removed periodically and analyZed by high 
performance liquid chromatography for the presence of the 
groWth promoters. 

The ?rst composition of the present extended release 
composition is formulated by processes comprising opera 
tions conventional in the pharmaceutical arts. In a typical 
process, a mixture of groWth promoters and excipients if 
any, namely, a binder and an adhesive, are combined in a 
high shear mixer, and the mixture is Wetted With a granulated 
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8 
solution. The granulation is then screened, dried, a lubricant 
is added, and tableted into pellets. 
The second composition of the extended release compo 

sition is formulated by mixing the groWth promoters, 
excipients, if any, such as a binder and an adhesive, and a 
solution of a biodegradable polymer, evaporating the 
solution, screening and drying the granulate, adding a 
lubricant, and tableting the granulate. The tablets, so 
obtained, containing the biodegradable polymer in the core, 
are then coated With a solution of a biodegradable polymer 
to provide the coated delayed release pellets. 

In practice, as detailed in the examples, a solution of a 
biodegradable polymer eg a polylactide, preferably a 
copolymer of DL-lactide and glycolide, characterized by its 
inherent viscosity, and having a ratio of lactide units to 
glycolide units, preferably in the range of from about 50:50 
to 90:10, most preferably in the range from about 60:40 to 
about 75:25, is added to a granulation of groWth promoters, 
such as, for example, 17[3-acetoxyestra-4,9,11-trien-3-one, 
and estra-1,3,5(10)-trien-3,17[3-diol, an adhesive, 
preferably, cholesterol, a binder, preferably, ethylcellulose, 
in a planetary mixer, and the solvent is evaporated. The dried 
granules are mixed With a lubricant, preferably magnesium 
stearate, then tableted With a press optimally equipped With 
tools having a beveled edge, the ?ll Weight being from about 
25 mg to about 50 mg, a ?ll Weight of about 33 mg being 
preferred, to provide core tablets. A solution of a biodegrad 
able polymer, preferably a copolymer having a ratio of 
DL-lactide to glycolide units of about 50:50 to about 90:10, 
most preferably in the range of from about 60:40 to about 
75:25 in an organic solvent such as acetone is sprayed onto 
the core tablets in an air suspension coater-drier to provide 
delayed release pellets having the desired release rate prop 
erties. 
The pellets of the ?rst composition granulation, the 

uncoated sustained release pellets containing groWth pro 
moters and excipients, if any, and the second composition 
granulation, the delayed release pellets, containing groWth 
promoters, a biodegradable polymer, preferably a polylac 
tide and excipients, if any, coated With a biodegradable 
polymer, preferably a polylactide, are administered to food 
animals in the feedlot to afford extended release of the 
groWth promoters over the feedlot period. The extended 
release of the groWth promoters is a composite of the 
sustained release and delayed release characteristics of the 
uncoated ?rst and coated second compositions, respectively. 
The rate of release of the sustained release ?rst composition 
initially increases, reaches a maximum and then rapidly 
decreases. The release of the groWth promoters from the 
coated delayed release formulation is initially delayed over 
the period that the sustained release formulation releases the 
groWth promoters and until the release reaches the maxi 
mum and begins to decline. At about that point in time, the 
coated formulation, Without a burst release of promoters, 
releases the promoters to provide a composite release of the 
promoters over the extended period the food animal is in the 
feedlot. The composite rate of release of the groWth pro 
moters of the composition of the present invention is deter 
mined by the release rates of the ?rst, the sustained, and the 
second, the delayed formulations. The sustained, ?rst com 
position releases the groWth promoters upon administration 
into the food animal. The rate of release of promoters 
increases sharply, reaches a maximum and then declines. 
The release of the groWth promoters of the second compo 
sition is delayed from the time of administration. By adjust 
ing the time at Which the second composition release the 
groWth promoters, the composite release is extended over 
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time, the time the food animal is in the feedlot. For example, 
by adjusting the initial release of the growth promoters of the 
?rst composition so that it is sustained over from about 1 day 
to about 70 days after administration, and the initial release 
of the second composition so that it is delayed for about 60 
days to about 70 days after administration, a composite 
release extended over about 1 day to about 180 days after 
administration may be obtained. An extended release of 
about 200 days after administering the feedlot period for 
bovines, is attainable by appropriate adjustment of the 
release characteristics of the sustained and delayed 
compositions, the uncoated and coated compositions of the 
groWth promoters. 

The groWth promoting compositions of the present inven 
tion are administered to food animals by one of various 
methods knoWn in the art. Generally, the groWth promoting 
compositions are administered parenterally, typically, sub 
cutaneously as pellets to an inedible member of the animal, 
by means of a syringe (of suf?cient siZe to accommodate the 
pellets) or a conventional implant gun, the cartridge thereof 
being loaded With the pellets containing the sustained and 
delayed compositions. Administration of the pellets of the 
groWth promoting ?rst and second compositions by simul 
taneous implantation from the cartridge gun is preferred. 

The pellets of the ?rst and second groWth promoting 
compositions may be prepared in various shapes. For 
implantation by means of an implantation gun, a cylindrical 
shape is preferred. The length of the cylindrical pellet may 
vary from about 3 mm to about 6 mm, a length of about 4 
mm to about 5 mm being more preferred, a length of about 
4.3 mm being most preferred. The diameter of the pellet may 
vary from about 2 mm to about 4 mm, a diameter of about 
2.5 mm to about 3.5 mm also being more preferred. 
Optionally, the cylindrical pellets may have a beveled edge. 

The pellets, preferably cylindrical in shape, as de?ned 
above, may contain various amounts of groWth promoters 
and coating levels. For example, the pellets may contain 
about 16 mg to 24 mg of 17[3-acetoxyestra-4,9,11-trien-3 
one, preferably about 19 to 21 mg of 17[3-acetoxyestra-4,9, 
11-trien-3-one, more preferably about 20 mg of 176 
acetoxyestra-4,9,11-trien-3-one, and about 2.0 mg to about 
6.0 mg of estra-1,3,5(10)-trien-3,17[3-diol, preferably about 
3.0 mg to about 5.0 mg of estra-1,3,5(10)-trien-3,17[3-diol, 
more preferably either about 2.0 or 4.0 mg of estra-1,3,5 
(10)-trien-3,17[3-diol. Suitable coating levels of DL-lactide 
glycolide include on a Weight basis about 13 Weight percent 
to about 25 Weight percent of the level of 17[3-acetoxyestra 
4,9,11-trien-3-one and about 11.5 Weight percent to about 
23.0 Weight percent of the level of estra-1,3,5(10)-trien-3, 
17[3-diol. 
The pellets, preferably cylindrical in shape, as de?ned 

above, may contain various amounts of groWth promoters 
and coating levels. Typically, for example, the pellets may 
contain about 13 to about 25 Weight percent of 176 
acetoxyestra-4,9,11-trien-3-one and about 11.5 to 23.0 
Weight percent of estra-1,3,5(10)-trien-3,17[3-diol. 

The desired groWth promotion is achieved When the 
present composition comprising an uncoated composition of 
groWth promoters, the ?rst composition, and a coated com 
position of groWth promoters, the second composition, are 
administered simultaneously to a food animal at a dose of 
about 0.75 mg/day/animal to about 1.2 mg/day/animal, a 
dose of about 0.95 mg/day/animal being preferred to attain 
the desired Weight gain for the period the animal is in the 
feedlot. These doses are attained When about 8 to about 10 
pellets of each composition are administered to the food 
animal. 
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The dose level de?ned above is for the administration of 

the groWth promoters of the composition comprising the ?rst 
and second compositions of groWth promoters to bovines, 
namely, coWs, steers, heifers and calves. For administration 
to other farm animals, the doses are adjusted accordingly. 
While the ?rst and second compositions may comprise 
different groWth promoters, i.e. different combinations of the 
hereinbefore de?ned compounds and dose levels, it is pre 
ferred to administer pellets of the ?rst and second compo 
sition comprising the same groWth promoters and the same 
dose levels as determined by the amount of promoters in 
each pellet and the number of pellets to be administered. 
As hereinbefore described the release rates of the groWth 

promoters from the ?rst (uncoated) and second (coated) 
compositions of the present invention are determined by 
methods knoWn in the art. In one such determination of 
release rates (dissolution rates), in vitro, individual pellets of 
groWth promoters 17[3-acetoxyestra-4,9,11-trien-3-one and 
estra-1,3,5(10)-trien-3,17[3-diol, uncoated and coated With 
75:25-DL-lactide-glycolide copolymer Were added to 50 ml 
of aqueous sodium dodecyl sulfate (5 Wt. %) and incubated 
at 370 C., Without agitation. Periodically, samples of the 
dissolution medium Were collected, and the concentration of 
the groWth promoters in the dissolution medium Was deter 
mined by high performance liquid chromatography. The 
cummulative release rates of pellets of uncoated 17B 
acetoxyestra-4,9,11-trien-3-one and 17[3-acetoxyestra-4,9, 
11-trien-3-one coated With 10.8 Wt. % of 75:25 DL-lactide 
glycolide polymer (DL-PLG) is shoWn in Table 1. 

TABLE 1 

% Released 
Cores Coated % Released Cores Coated 

Elapsed % Released With 75:25 With 75:25 
Time Uncoated DL-PLG DL-PLG 
days Core 10.8 Wt. % Coating 19.8 Wt. % Coating 

1 11.58 0.00 0.00 
3 28.20 0.00 0.00 
4 36.64 0.00 0.00 
8 55.45 0.00 0.00 
9 58.70 0.01 0.00 
14 72.72 0.04 0.00 
21 87.35 0.04 ND 
28 96.73 ND 0.00 
35 99.80 0.12 0.00 
43 0.85 0.04 
50 5.04 0.94 
57 25.41 3.42 
64 42.01 10.84 
71 53.07 ND 

NDiNot determined 
DL-PLG refers to the copolymer of DL-lactide-glycolide 

The folloWing examples are for illustrative purposes only 
and are not to be construed as limiting the inventor. 

EXAMPLE 1 

Granulation of a Composition of 17 [3 -acetoxyestra 
4,9,11-trien-3-one and Estra-1,3,5(10)-trien-3,17[3 
diol With 75 :25 -DL-lactide-glycolide Copolymer 

A solution of 52.6 g of 75:25 DL-lactide-glycolide 
copolymer (Inherent viscosity of 0.67 dL/ g in chloroform at 
300 C.) in 5210.5 g of acetone Was sloWly added to a 
granulation of 1000 g of a mixture of 17[3-acetoxy-4,9,11 
trien-3-one and estra-1,3,5(10)-trien-3,17[3-diol, also con 
taining chloesterol, ehethytylcellulose and magnesium 
stearate, and Was granulated in a 4-L planetary mixer at a 
sloW speed, until the acetone had evaporated. The granulate 



US RE39,592 E 
11 

Was ground in a Thomas-Wiley Intermediate Laboratory 
Mill equipped With a 20 mesh screen and then passed 
through a sieve to afford a dry granulation of about 60 mesh. 
The composition of the dry, sieved granulation is shoWn 
beloW, the amounts are in Wt. %. 

17[5—acetoxy—4,9,11-trien-3-one 59.3 
1,3,5(10)-estra-3,17[5-diol 11.9 
Cholesterol 18. 6 
Ethyl cellulose 3.7 
Magnesium Stearate 1.5 
75 :25 DL-lactide-glycolide copolymer 5.0 

EXAMPLE 2 

Tableting of 17[3-acetoxyestra-4,9,11-trien-3 -one, 
Estra-1,3,5(10)-trien-3,17[3-diol, and 65 :25 -DL 

lactide-glycolide Copolymer Granulation 

The dried, sieved granulation of Example 1 Was tableted 
on a Stokes-Merrill 900-512-001 Rotary Tablet Press 
equipped With 3-mm diameter ?at-face tooling having a 
30°><0.2 mm beveled edge. Fill Weight Was adjusted to 

12 
Inc., Verona, Wis.) equipped With a Wurster insert. The 
tablets Were coated With 1.0 Wt. % of DL-Lactide-glycolide 
acid copolymer in acetone solution using the folloWing 
coating conditions: ?uidiZation airi25i35 SCFM; atomi 

5 Zation airi14 psig, 35 SCFH; liquid feed40.8 mL/min; 
inlet air temperaturei10(%107o E; outlet air temperaturei 
900 F. Coating level Was monitored by periodically inter 
rupting the coating process, removing a sample, and mea 

10 suring Weight gain. Samples of coated pellets Were removed 
for testing When the coating level reached approximately 10 
Wt. % and 20 Wt. % of the copolymer. The harness, 17B 
acetoxyestra-4,9,11-trien-3-one content and estra-1,3,5(10) 
trien-3,17[3-diol content of the coated pellets Was measured 
as described above. Coating level Was calculated from the 
change in the percent content of the groWth promoters and 
pellet Weight. The data are shoWn in Table 2. 

20 EXAMPLE 4 

Coating of the Tablets of 17[3-acetoxyestra-4,9,11 
trien-3-one and 1,3,5(10)-trien-3,17[3-diol, With 
75:25-DL-lacticide-glycolide Acid Copolymer 

provide pellets With an average Weight of about 33 mg, and 25 
the compression force Was adjusted to provide pellets With 
an average hardness of about 70 N. After tableting, the 
length, diameter, and hardness of the tablets Were deter 
mined on a Vankel VK-200 Tablet Hardness Tester. The 
amounts of 17[3-acetoxyestra-4,9,11-trien-3-one and estra 
1,3,5(10)-trien-3,17[3-diol of the tablets Were determined by 
extracting individual pellets With ethanol and analyZing the 
extracts by high performance liquid chromatography. The 
data are shoWn in Table 2. 

EXAMPLE 3 

Coating of the Tablets of 17[3-acetoxyestra-4,9,11 
trien-3-one and Estra-1,3,5(10)-trien-3,17[3-diol 
With 65:25-DL-lactide-glycolide Copolymer 

Tablets (40 g as prepared in example 2) and placebo 
tablets prepared from Avicel PH-101 Were charged into the 
coating chamber of 4/6-111. ?uid bed coater (Coating Place, 

30 

Tablets (40 g prepared in example 2 and 70 g of placebo 
tablets prepared from Avicel PH-101) Were charged into the 
coating chamber of 4/6-111. ?uid bed coater (Coating Place, 
lnc., Verona, Wis.) equipped With a Wurster insert. The 
tablets Were coated With a 1.0 Wt. % 75:25 DL-lactide 

glycolide copolymer in acetone solution using the same 
coating conditions as described in Example 3. Coating level 
Was monitored by periodically interrupting the coating 

35 process, removing a sample, and measuring Weight gain. 
Samples of the coated pellets Were removed for testing When 
the coating level has reached approximately 10 Wt. % and 20 
Wt. %. The hardness, 17[3-acetoxyestra-4,9,11-trien-3-one 
content and 1,3,5(10)-estratrien-3,17[3-diol content of the 

40 coated pellets Was measured as described above. Coating 
level Was calculated from the change in the percent content 
of the actives and pellet Weight. The data are shoWn in Table 
2. 

TABLE 2 

Properties of TBA and E2 Uncoated Pellets 

and Pellets Coated With Lactide-Glycolide 

65:35 65:35 75:25 75:25 

Uncoated DL-lactide-glycolide DL-lactide-glycolide DL-lactide-glycolide DL-lactide-glycolide 
Property Pellets copolymer coating copolymer coating copolymer coating copolymer coating 

Nominal Coating Wt. 10% 20% 10% 20% 

Pellet Wt, mg 31.2 35.3 40.2 35.5 39.9 

Pellet Length, mm 3.96 4.22 4.35 4.17 4.26 

Pellet Diameter, mm 2.97 3.09 3.24 3.12 3.23 

Harness, N 69.0 120.3 163.4 116.6 156.1 

TBA Content, mg 17.2 16.9 17.4 16.7 16.8 

TBA Content, Wt % 56.0 48.3 43.2 48.8 42.5 

E2 Content, mg 3.54 3.54 3.63 3.46 3.51 

E2 Content, Wt % 11.5 10.1 9.0 10.1 8.9 

TBNE Ratio 4.86 4.77 4.79 4.83 4.79 

Coating Level (TBA NA 13.7 22.8 12.8 24.3 

basis), Wt % 
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TABLE 2-continued 

Properties of TBA and E2 Uncoated Pellets 
and Pellets Coated With Lactide-Glvcolide 

65:35 65:35 75:25 75:25 
Uncoated DL-lactide-glycolide DL-lactide-glycolide DL-lactide-glycolide DL-lactide-glycolide 

Property Pellets copolymer coating copolymer coating copolymer coating copolymer coating 

Coating Level (E2 NA 12.2 21.7 12.2 22.6 
basis), Wt % 
Coating Level (Wt NA 11.6 22.4 12.1 21.8 
basis) Wt % 

Pellet Weight, n = 50; Length, diameter, and hardness, n = 10; TBA and E2 contents, n = 5. 
Weight percentage of TBA and E2 Were calculated from the individual pellet Weights used in the content assay. 
TBA refers to 17[5—acetoXyestra-4,9,11-trien-3-one 
E2 refers to estra-1,3,5(10)-trien—3,17[5—diol 

We claim: 

1. A solid composition for implantation into an animal 
. . . . . . 20 R5 OH 

compr1s1ng a ?rst compos1t1on compr1s1ng at least one 
compound selected from the group consisting of a com 

Pound of the formula /@i5j3/ 
R 

on 25 HO 

Wherein R5 is loWeralkyl, the ester derivatives, geometric 
isomers, stereoisomers, or optical isomers thereof, and a 

30 compound of the formula 

on 0 R6 

35 0 
wherein R is loWeralkyl, the ester derivatives, geometric 
isomers, stereoisomers, or optical isomers thereof, a com- HO OH 
pound of the formula 

R1 4 Wherein R6 is loWeralkyl, the ester derivatives, geometric 
OH isomers, stereoisomers, or optical isomers thereof; and a 

second composition comprising at least one compound 
R . . 

2 selected from the group cons1st1ng of a compound of the 
formula 

45 R 

O on 

wherein R1 and R2 are loWeralkyl, the ester derivatives, 50 
geometric isomers, steroisomers, or optical isomers thereof, 
a compound of the formula 0 

O . . . . . 

R3 Where1n R 15 loWeralkyl, the ester derlvatives, geometric 
C—CH3 55 isomers, stereoisomers, or optical isomers thereof, a com 

pound of the formula 
R4 

R1 
OH 

60 

0 R1 

0 Wherein R3 and R4 are loWeralkyl, the geometric isomers, 65 
stereoisomers, optical isomers thereof, a compound of the 
formula 
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wherein R1 and R2 are loWeralkyl, the ester derivatives, 
geometric isomers, stereoisomers, or optical isomers 
thereof, a compound of the formula 

R5 
OH 

HO 

Wherein R5 is loWeralkyl, the ester derivatives, geometric 
isomers, stereoisomers, optical isomers thereof, a compound 
of the formula 

O 

Wherein R3 and R4 are loWeralkyl, the geometric isomers, 
stereoisomers, or optical isomers thereof, and a compound 
of the formula 

on 0 R6 

HO OH 

Wherein R6 is loWeralkyl, the ester derivatives, geometric 
isomers, stereoisomers, or optical isomers thereof; and a 
biodegradable polymer selected from the group consisting of 
homopolymers and copolymers of y-butyrolactone, 
o-valerolactone, e-caprolactone, glycolide, DL-lactide, 
L-lactide, glycolic acid, DL-lactic acid, L-lactic acid, and 
combinations thereof, polydioxanones, polyorthesters, 
polyanhydrides, polycarbonates, polyesteramides, and 
polyphosphaZines, Wherein the second composition is 
coated on its surface With the biodegradable polymer 
Whereby the release of its comprised compound is a delayed 
release in an in vivo environment such that the release of the 
compound of the second composition is delayed until at least 
about 35 days after placing the composition comprising the 
?rst composition and the second composition into an in vivo 
environment. 

2. A composition according to claim 1 Wherein R is 
methyl or the aroyl or alkanoyl ester derivatives thereof. 

3. A composition according to claim 1 wherein R1 and R2 
are methyl or the aroyl or alkanoyl ester derivatives thereof. 

4. A composition according to claim 1 Wherein R3 and R4 
are methyl Which is pregn-4-en-3,20-dione. 

5. A composition according to claim 1 Wherein R5 is 
methyl or the aroyl or alkanoyl ester derivatives thereof. 

6. A composition according to claim 1 Wherein R6 is 
methyl or the aroyl or alkanoly ester derivatives thereof. 

7. The composition according to claim 2 Wherein the 
compound is 17[3-acetoXyestra-4,9,11-trien-3-one. 

8. The composition according to claim 2 Wherein the 
compound is 17[3-benZoyloXoXyestra-4,9,11-trien-3-one. 

20 

25 

30 

40 

45 

50 

55 

60 

65 

16 
9. The composition according to claim 3 Wherein the 

compound is 17B-propionyloxy-4-androsten-3-one. 
10. The composition according to claim 5 Wherein the 

compound is estra-1,3,5(10)-trien-3,17[3-diol. 
11. The composition according to claim 5 Wherein the 

compound is 17 [3-benZoyloXyestra-1,3,5(10)-trien-3-ol. 
12. The composition according to claim 6 Wherein the 

compound is 3,4,5,6,9,10,11,12-decahydro-7,14,16 
trihydroXy-3 -methyl-1H-2-benZoXacyclotetradecin-1 -one. 

13. A composition according to claim 1 Wherein the 
biodegradable polymer is selected from the group consisting 
of homopolymers and copolymers of glycolide, DL-lactide, 
L-lactide, glycolic acid, DL-lactic acid and L-lactic acid and 
combinations thereof. 

14. A composition according to claim 13 Wherein the 
biodegradable polymer is a homopolymer selected from the 
group consisting of glycolide, DL-lactide and L-lactide. 

15. The composition according to claim 13, Wherein the 
biodegradable polymer is a copolymer of DL-lactide and 
glycolide. 

16. The composition according to claim 13, Wherein the 
biodegradable polymer is a copolymer of L-lactide and 
glycolide. 

17. The composition according to claim 14 Wherein the 
biodegradable polymer is a polymer of L-lactide. 

18. The composition according to claim 14 Wherein the 
biodegradable polymer is a polymer of DL-lactide. 

19. A composition according to claim 13 Wherein the 
homopolymer or copolymer exhibits a glass transition tem 
perature greater than about 400 C. 

20. A composition according to claim 13 Wherein inherent 
viscosity of the polymers or copolymers is from about 0.1 
dL/g to about 3.5 dL/g. 

21. A composition according to claim 20 Wherein the 
inherent viscosity is from about 0.3 dL/g to about 1.5 dL/g. 

22. A composition according to claim 13 Wherein the ratio 
of lactide units to glycolide units is from about 90:10 to 
about 50:50. 

23. A composition according to claim 22 Wherein the ratio 
of lactide units to glycolide units is from about 75:25 to 
about 60:40. 

24. A Weight gain composition comprising an excipient 
and as the active ingredient, a Weight gain effective amount 
of a composition according to claim 1. 

25. The composition according the claim 1, Wherein the 
?rst composition and the second composition are each in the 
form of a pellet and Wherein the length of the pellet is from 
about 3 mm to about 6 mm. 

26. The composition according to claim 25 Wherein the 
length of the pellet is from about 4 mm to about 5 mm. 

27. The composition according to claim 26 Wherein the 
length of the pellet is about 4.3 mm. 

28. The composition according to claim 1, Wherein the 
?rst composition and the second composition are each in the 
form of a pellet and Wherein the diameter of the pellet is 
from about 2 mm to about 4 mm. 

29. The composition according to claim 28 Wherein the 
diameter of the pellet is from about 2.5 mm to about 3.5 mm. 

30. The composition according to claim 29 Wherein the 
diameter of the pellet is about 3.2 mm. 

31. The composition according to claim 30 Wherein the 
length of the pellet is about 4.3 mm and the diameter is about 
3.2 mm. 

32. The composition according to claim 1, Wherein the 
?rst composition and the second composition are each in the 
form of a pellet and Wherein the pellet contains from about 
16 mg to about 24 mg of 17 [3-acetoXyestra-4,9,11-trien-3 
one. 
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33. The composition according to claim 32 wherein the 
pellet contains from about 19 mg to about 21 mg of 17 
[3-acetoXyestra-4,9,11-trien-3-one. 

34. The composition according to claim 33 Wherein the 
pellet contains about 20 mg of 17 [3-acetoXyestra-4,9,11 
trien-3-one. 

35. The composition according to claim 34 Wherein the 
pellet contains from about 2.0 mg to about 6.0 mg of 

estra-1,3,5(10)-trien-3,17 [3-diol. 
36. The composition according to claim 35 Wherein the 

pellet contains from about 3.0 mg to about 5.0 mg of 

estra-1,3,5(10)-trien-3,17 [3-diol. 
37. The composition according to claim 36 Wherein the 

pellet contains about 4.0 mg of estra-1,3,5(10)-trien-3,17 
[3-diol. 

38. The solid composition for implantation according to 
claim 1, Wherein the release of the at least one compound of 
the second composition is delayed until at least about 45 
days after placing the composition into an in vivo environ 
ment. 

39. The solid composition for implantation according to 
claim 1, Wherein the release of the at least one compound of 
the second composition is delayed until at least about 55 
days after placing the composition into an in vivo environ 
ment. 

40. The solid composition for implantation according to 
claim 1, Wherein the release of the at least one compound of 
the second composition is delayed until at least about 60 
days after placing the composition into an in vivo environ 
ment. 

41. The solid composition for implantation according to 
claim 1, Wherein the release of the at least one compound of 
the second composition is delayed until at least about 70 
days after placing the composition into an in vivo environ 
ment. 

42. A method of promoting Weight gain in a farm animal 
comprising a single administration to a farm animal of a 
Weight gain effective amount of a solid composition accord 
ing to claim 1, Wherein the at least one compound of the ?rst 
composition is available immediately on administration and 
the at least one compound of the second composition is 
available at a predetermined time controlled by the biode 
gradable polymer With Which it is coated, said second 
composition not being available for at least about 35 days 
after being placed into an in vivo environment. 

43. The method of claim 42, Wherein the second compo 
sition is not available for at least about 45 days after being 
placed into an in vivo environment. 

44. The method of claim 42, Wherein the second compo 
sition is not available for at least about 55 days after being 
placed into an in vivo environment. 

45. The method of claim 42, Wherein the second compo 
sition is not available for at least about 60 days after being 
placed into an in vivo environment. 

46. The method of claim 42, Wherein the second compo 
sition is not available for at least about 70 days after being 
placed into an in vivo environment. 

47. A solid composition for implantation into an animal 
comprising two compositions, wherein the first composition 
comprises at least one compound selected from the group 
consisting ofa compound oftheformula 
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; , OH 
0 

wherein R is loweralkyl, the ester derivatives, geometric 
isomers, stereoismers, or optical isomers thereof, a com 

pound oftheformula 

R1 
0H 

R2 

0 

wherein R1 and R2 are loweralkyl, the ester derivatives, 
geometric isomers, stereoisomers, or optical isomers 
thereof, a compound oftheformula 

0 

|| 

wherein R3 and R4 are loweralkyl, the geometric isomers, 
stereoisomers, optical isomers thereof, a compound of the 
formula 

R5 

; ,OH 
HO 

wherein R5 is loweralkyl, the ester derivatives, geometric 
isomers, stereoisomers, or optical isomers thereof, and a 
compound oftheformula 

OH 0 R6 

w HO OH 

wherein R6 is loweralkyl, the ester derivatives, geometric 
isomers, stereoisomers, or optical isomers thereof," and 
wherein the second composition, comprising at least one 
compound selected from the group consisting of a compound 
of the formula 
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OH 

wherein R is loweralkyl, the ester derivatives, geometric 
isomers, stereoisomers, or optical isomers thereof a com 

pound oftheformula 

OH 

wherein R1 and R2 are loweralkyl, the ester derivatives, 
geometric isomers, stereoisomers, or optical isomers 
thereof a compound oftheformula 

wherein R3 and R4 are loweralkyl, the geometric isomers, 
stereoisomers, optical isomers thereof a compound of the 
formula 
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wherein R5 is lower alkyl, the ester derivatives, geometric 
isomers, stereoisomers, or optical isomers thereof and a 
compound oftheformula 

OH 0 R6 

HO OH 

wherein R6 is loweralkyl, the ester derivatives, geometric 
isomers, stereoisomers, or optical isomers thereof‘ wherein 
the second composition is coated on its surface with a 
biodegradable polymer whereby its release is delayed at 
least 35 days in an in-vivo environment. 

48. A method ofpromoting weight gain in afarm animal 
comprising a single administration to afarm animal ofa 
weight gain e??ective amount ofa solid composition accord 
ing to claim 47, wherein the at least one compound ofthe 
?rst composition is available immediately on administration 
and the availability ofat least one compound ofthe second 
composition is essentially delayedfor at least 35 days. 

49. The composition ofclaim 25, wherein the pellet has a 
beveled edge. 

50. The composition ofclaim 28, wherein the pellet has a 
beveled edge. 

5]. The composition of claim 47, wherein the second 
composition further comprises a biodegradable polymer 

52. The composition ofclaim 1, wherein the?rst compo 
sition and the second composition further comprise a bio 
degradable polymer 

53. The composition of claim 47, wherein the first com 
position and the second composition further comprise a 
biodegradable polymer 

* * * * * 


