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COMBINATION OF OPTICAL ELEMENTS 

Matter enclosed in heavy brackets [ ] appears in the 
original patent but forms no part of this reissue speci? 
cation; matter printed in italics indicates the additions 
made by reissue. 

The invention relates to a combination of optical ele 
ments comprising at least one optical retardation ?lm and at 
least one broadband re?ective polarizer, characterized in that 
the optical retardation ?lm is comprising at least one layer 
of an anisotropic polymer material having an optical sym 
metry axis substantially parallel to the plane of the layer, 
said optical retardation ?lm being obtainable by polymer 
ization of a mixture of a polymerizable mesogenic material 
comprising 

a) at least one reactive mesogen having at least one 
polymerizable functional group, 

b) an initiator, 
c) optionally a non-mesogenic compound having two or 
more polymerizable functional groups, and 

d) optionally a stabilizer. 
The invention further relates to a means to produce 

substantially linear polarized light comprising a combina 
tion of optical elements as described above. The invention 
also relates to an optical retardation ?lm used in such a 
combination of optical elements and to a liquid crystal 
display comprising such a combination of optical elements. 

FIGS. 1a and 1b show a display device according to 
preferred embodiments of the present invention. 

FIG. 2 shows the retardation versus viewing angle of 
inventive optical retardation ?lms compared to a state of the 
art optical retardation ?lm. 

FIG. 3 shows the measurement setup according to 
example B of the present invention. 

FIG. 4 shows the spectrum of a broad waveband re?ective 
polarizer that is used in combination together with an 
inventive optical retardation ?lm in a special embodiment of 
the invention. 

FIG. 5 shows the relative luminance versus viewing angle 
for inventive combinations of a broad waveband re?ective 
polarizer and an inventive optical retardation ?lm compared 
to a combination of a broad waveband re?ective polarizer 
with a state of the art optical retardation ?lm. 

FIG. 6 shows a method of rubbing a substrate for the use 
in the process of preparing an inventive optical retardation 
?lm. 

The European Patent Application EP 0 606 940-A1 dis 
closes a cholesteric re?ective polarizer that produces circu 
lar polarized light of a high luminance over a broad range of 
wavelengths. However, since for most applications, eg in 
liquid crystal displays, polarizers producing linear polarized 
light are needed, EP 0 606 940 further describes the com 
bined use of the broadband cholesteric polarizer together 
with a quarter wave foil or plate (QWF), which transforms 
the circular polarized light transmitted by the cholesteric 
polarized into linear polarized light. 

The laid open WO 96/02016 discloses a linear polarizer 
consisting of a combination of the broadband cholesteric 
polarizer described above and a quarter wave plate com 
prising a stretched ?lm of an isotropic polymer with nega 
tive birefringence. 

However, when a liquid crystal display comprising a 
cholesteric polarizer like those described in EP 0 606 940 
and WO 96/02016 is watched under an increasing viewing 
angle, its optical properties, like eg the luminance and the 
contrast ratio usually deteriorate. 

It has therefore been desired to have available an optical 
retardation ?lm that, when used together with a broad 
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2 
waveband cholesteric re?ective polarizer, like eg those 
described in EP 0 606 940 and WO 96/02016 as mentioned 
above, produces substantially linear polarized light and that 
improves the optical properties of the re?ective polarizer 
over a wide range of viewing angles. 

Optical retardation ?lms have been described in prior art. 
Usually uniaxially stretched ?lms of a prefabricated isotro 
pic or LC polymer like those described in the above men 
tioned WO 96/02016 are used for this purpose. 

Optical retardation ?lms made of polymerized mixtures of 
reactive mesogens have also been mentioned. Research 
Disclosure, May 1992, p.411, No. 33799 describes an ach 
romatic wave plate made of a stack of two layers between 
glass substrates which under irradiation with light shows a 
net retardation of 1A of the value of the wavelength of light 
incident on the stack. Each of the layers consists of an 
anisotropic polymer network which is obtained by curing an 
oriented layer of a mesogenic diacrylate. 

However, polymerizable liquid crystalline compositions 
containing only one polymerizable compound as disclosed 
in the above mentioned Research Disclosure in general 
exhibit high or even very high melting points, which in turn 
requires high temperatures for alignment and 
polymerization, which is a serious drawback when manu 
facturing such layers. 

Furthermore, the process of manufacturing a quarter wave 
plate as described in the above mentioned Research Disclo 
sure is complicated as it requires that the two layers are 
coated, aligned and cured in two separate steps. This is 
especially a disadvantage for mass production, since the ?rst 
of the ?lms is used as a substrate for producing the second 
?lm, which signi?cantly increases the costs in case produc 
tion losses occur when manufacturing the second layer, or 
requires more sophisticated production procedures and con 
trols. 

Furthermore, the above mentioned document only dis 
closes the use of glass substrates for the production of the 
quarter wave plate, but does not teach a method of producing 
of a quarter wave plate as a ?exible ?lm with a large area, 
which is most desired for a large scale production and for 
many applications. 

Consequently there has been a considerable demand for 
an optical retardation ?lm that, when used together with a 
broad waveband re?ective polarizer, enhances the optical 
properties of the polarizer over a wide range of viewing 
angles, that is easy to fabricate in large scale as a ?exible 
?lm with a large area and does not have the disadvantages 
of the prior art optical retardation ?lms as discussed above. 
One of the aims of the present invention is to provide an 

optical retardation ?lm having these properties. Another aim 
of the invention is to provide a combination of optical 
elements comprising such an optical retardation ?lm and a 
broadband re?ective polarizer. Yet another aim of the inven 
tion is a liquid crystal display device comprising a liquid 
crystal cell and such a combination of optical elements. 
Other aims of the present invention are immediately evident 
to the person skilled in the art from the following detailed 
description. 

It has been found that these aims can be achieved by 
providing an optical retardation ?lm and a combination of 
optical elements comprising such an optical retardation ?lm 
and a broadband re?ective polarizer according to the present 
invention. 
The object of the invention is a combination of optical 

elements comprising at least one optical retardation ?lm and 
at least one broadband re?ective polarizer, characterized in 
that the optical retardation ?lm comprises at least one layer 
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of an anisotropic polymer material having an optical sym 
metry axis substantially parallel to the plane of the layer, 
said optical retardation ?lm being obtainable by polymer 
ization of a mixture of a polymerizable mesogenic material 
comprising 

a) at least one reactive mesogen having at least one 
polymerizable functional group, 

b) an initiator, 
c) optionally a non-mesogenic compound having tWo or 
more polymerizable functional groups, and 

d) optionally a stabilizer. 
In a preferred embodiment of the present invention, the 

bandWidth of the Wavelength band re?ected by the broad 
band re?ective polarizer is at least 100 nm. 

In another preferred embodiment of the present invention 
the retardation of the optical retardation ?lm is from 50 to 
250 nm. 

In another preferred embodiment of the present invention, 
the combination of optical elements additionally comprises 
a compensation ?lm comprising a layer of an anisotropic 
polymer material With a homeotropic or tilted homeotropic 
orientation, the compensation ?lm being positioned adjacent 
to either side of the optical retardation ?lm. 

In another preferred embodiment of the present invention, 
the combination of optical elements additionally comprises 
a linear polarizer, arranged in such a manner that the optical 
retardation ?lm and, if present, the compensation ?lm are 
positioned betWeen the broadband re?ective polarizer and 
the linear polarizer. 

Another object of the present invention is a means to 
produce substantially linear polarized light comprising the 
folloWing components 

I) a combination of optical elements comprising at least 
one optical retardation ?lm and at least one broadband 
re?ective polarizer and optionally a linear polarizer and 
a compensation ?lm as described above, 

II) a radiation source, and 
III) optionally a diffusor adjacent to the radiation source, 

Wherein the components I to III are arranged in such a 
manner that the broadband re?ective polarizer of the 
combination of optical elements I is facing the radiation 
source II or, if present, the di?‘usor III. 

Another object of the present invention is an optical 
retardation ?lm Which comprises at least one layer of an 
anisotropic polymer With an optical symmetry axis substan 
tially parallel to the plane of the layer and Which can be used 
in the combination of optical elements as described above 
and beloW, said optical retardation ?lm being obtainable by 
A) coating a mixture of a polymerizable mesogenic 

material comprising 
a) a least one reactive mesogen having at least one 

polymerizable functional group, 
b) an initiator, 
c) optionally a non-mesogenic compound having tWo 

or more polymerizable functional groups, and 
d) optionally a stabilizer 

on a substrate or betWeen tWo substrates in form of a layer; 

B) aligning the polymerizable mesogenic material such 
that the optical symmetry axis is substantially parallel 
to the plane of the, layer, 

C) polymerizing said mixture by exposing it to heat or 
actinic radiation, 

D) optionally repeating the steps A), B) and C) at least one 
more time, and 

E) optionally removing the substrate or, if present, one or 
tWo of the substrates from the polymerized material, 
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4 
In a preferred embodiment of the present invention, the 

substrate onto Which the polymerizable mesogenic material 
is coated in step B) is a plastic sheet or ?lm. 

In another preferred embodiment of the present invention, 
the alignment of the polymerizable mesogenic material is 
achieved by directly rubbing at least one of the substrates 
onto Which the polymerizable mesogenic material is coated 
in step B). 

In another preferred embodiment of the present invention, 
the mixture of the polymerizable mesogenic material com 
prises at least one reactive mesogen having one polymeriz 
able functional group and at least one polymerizable 
mesogen having tWo or more polymerizable functional 
groups. 

In yet another preferred embodiment of the present 
invention, the reactive mesogens comprised in the inventive 
mixture of the polymerizable mesogenic material as 
described above and beloW are compounds of formula I 

Pi(SpiX)niMGiR I 

Wherein 

P is a polymerizable group, 

Sp is a spacer group having 1 to 20 C atoms, 
X is a group selected from 40*, isi, 4cOi, 
ACQOi, iOCOi, AOCOOi or a single bond, 

n is 0 or 1, 

MG is a mesogenic or mesogenity supporting group, 
preferably selected according to formula II 

i(AliZl)miA2iZ2iA3i 11 

wherein 
A1, A2 and A3 are independently from each other 

l,4-phenylene in Which, in addition, one or more CH 
groups may be replaced by N, l,4-cyclohexylene in 
Which, in addition, one or tWo non-adjacent CH2 
groups may be replaced by O and/or S, l,4 
cyclohexenylene or naphthalene-2,6-diyl, it being 
possible for all these groups to be unsubstituted, 
mono- or polysubstituted With halogen, cyano or 
nitro groups or alkyl, alkoxy or alkanoyl groups 
having 1 to 7 C atoms Wherein one or more H atoms 
may be substituted by F or Cl, 

Z1 and Z2 are each independently iCOOi, 
iOCOi, %H2CH2i, ADCHZi, iCHzOi, 
iCH=CHi, 4CECi, iCH=CHiCOOi, 
iOCO4CH=CHi or a single bond and 

m is 0, l or 2, 
and 
R is an alkyl radical With up to 25 C atoms Which may be 

unsubstituted, mono- or polysubstituted by halogen or 
CN, it being also possible for one or more non-adjacent 
CH2 groups to be replaced, in each case independently 
from one another, by iOi, iSi, iNHi, 
iN(CH3)i, iCOi, iCOOi iOCOi, 
iOCOiOi, iSiCOi, iCOiSi or 
4CECi in such a manner that oxygen atoms are not 

linked directly to one another, or alternatively R is 
halogen, cyano or has independently one of the mean 
ings given for Pi(SpiX)ni. 

Another object of the present invention is a liquid crystal 
display device comprising a liquid crystal cell and a means 
to produce substantially linear polarized light comprising a 
combination of optical elements, said combination compris 
ing an optical retardation ?lm as described above and beloW. 
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The retardation of the inventive optical retardation ?lm is 
preferably ranging from 50 to 250 nm, very preferably from 
60 to 200 nm, most preferably from 70 to 170 nm. 
The optical retardation ?lm according to the present 

invention is preferably used in a combination of optical 
elements together With a broadband re?ective polarizer. 
When using this combination, light that is substantially 
linearly polarized can be produced. 

The bandWidth of the Wavelength band re?ected by the 
re?ective polarizer according to the inventive combination 
of optical elements is at least 100 nm, preferably at least 150 
nm, most preferably at least 200 nm, ideally 250 nm or 
larger. 

Preferably the bandWidth of the re?ective polarizer covers 
the spectrum of visible light. 

In another preferred embodiment of the present invention, 
the optical retardation ?lm according to the present inven 
tion is used together With a broadband re?ective polarizer, 
Wherein the retardation of the optical retardation ?lm is 
substantially 0.25 times a Wavelength re?ected by the re?ec 
tive polarizer, so that the optical retardation ?lm serves as a 
quarter Wave retardation ?lm (QWF). 

The term ‘a Wavelength re?ected by the re?ective polar 
izer’ in this connection is indicating a Wavelength of a value 
of the FWHM (full Width half maximum) of the Wavelength 
band re?ected by the re?ective polarizer. 

In a preferred embodiment of the present invention this 
Wavelength is selected from the range of the center Wave 
length 195%, in particular 170%, most preferably 150% of 
the HWHM (half Width half maximum, Which is 0.5 times 
the value of the FWHM) of the Wavelength band re?ected by 
the re?ective polarizer. 

In another preferred embodiment of the present invention 
this Wavelength is ranging from the center Wavelength plus 
50% of the HWHM to the centre Wavelength plus 99% of the 
HWHM of the Wavelength band re?ected by the re?ective 
polarizer. 

In another preferred embodiment of the present invention 
this Wavelength is ranging from the centre Wavelength 
minus 50% of the HWHM to the centre Wavelength minus 
99% of the HWHM of the Wavelength band re?ected by the 
re?ective polarizer. 

Another preferred embodiment of the present invention is 
characterized in that the combination of optical elements 
additionally comprises a compensation ?lm in order to 
compensate the vieWing angle dependence of the phase 
retardation of light transmitted by the optical retardation ?lm 
and/ or the re?ective polarizer. The compensation ?lm can be 
positioned adjacent to either side of the optical retardation 
?lm. 

Preferably a compensation ?lm is used in Which the phase 
retardation is opposite in sign and substantially equal in 
magnitude to the phase retardation of the re?ective polarizer 
over a Wide range of vieWing angles. 

Particularly preferably a compensation ?lm is used that 
comprises a layer of an anisotropic polymer material With a 
homeotropic or tilted homeotropic orientation. 

Light incident on the broadband re?ective polarizer is 
transformed into circularly polarized light. HoWever, due to 
the angle dependence of the phase retardation of at least one 
of the optical elements of the inventive combination com 
prising the re?ective polarizer, the optical retardation ?lm 
and optionally the compensation ?lm a part of the light 
passing through these optical elements Will become ellipti 
cally polarized. This part of the light can lead to undesired 
reduction of the contrast of the display. 

Therefore in a preferred embodiment of the present inven 
tion a linear polarizer is provided in the optical path of the 
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6 
display behind the optical components of the combination 
mentioned above in order to block the part of light that is not 
ideally polarized. 
As a linear polarizer a commercially available polarizer 

can be used. In a preferred embodiment of the present 
invention the linear polarizer is a loW contrast polarizer. In 
another preferred embodiment of the present invention the 
linear polarizer is a dichroic polarizer. 

Preferably the linear polarizer is positioned such that the 
angle betWeen the optical axis of the linear polarizer and the 
major optical axis of the inventive optical retardation ?lm is 
in a range from 30 to 60 degrees, especially preferably from 
40 to 50 degrees. 
The inventive optical retardation ?lm comprises a layer of 

a polymerized mesogenic material and is characterized by a 
signi?cantly high birefringence. Furthermore, the optical 
properties of the optical retardation ?lm, like eg the 
birefringence, can be controlled by variation of the type and 
ratio of the reactive mesogens in the polymerizable material. 

For a liquid crystal display comprising a broad band 
re?ective polarizer and an optical retardation ?lm of the 
state of the art, like eg a quarter Wave ?lm (QWF) made of 
stretched PVA, the luminance at normal incidence (vieWing 
angle 0°) and at loW values of the vieWing angle is increased 
compared to a liquid crystal display comprising the re?ec 
tive polarizer alone Without an optical retardation ?lm. 

HoWever, as the display comprising the a broad band 
re?ective polarizer and a QWF as mentioned above is 
vieWed under an increasing angle, the increasing phase 
retardation by the QWF itself causes a reduction to the 
luminance, coinciding With the value measured for the 
display comprising the re?ective polarizer as a single com 
ponent at a certain angle. This angle is referred to as the 
‘cross-over angle’ etc. 
When using an inventive optical retardation ?lm instead 

of a conventional QWF in the liquid crystal display, the 
cross-over angle otc increases signi?cantly. In other Words, 
the brightness enhancement, i.e., the increase of luminance 
at loW vieWing angles, that Was achieved by using the 
re?ective polarizer is noW extended also to large vieWing 
angles. 
The cross over angle etc of a display comprising a 

combination of optical elements comprising an optical retar 
dation ?lm and a broadband re?ective polarizer according to 
the present invention is preferably 25° or larger, particularly 
preferably 30° or larger, very particularly preferably 35° or 
larger in all directions of observation. 
The optical retardation ?lms according to the present 

invention comprise at least one layer of an anisotropic 
polymer having a symmetry axis that is substantially parallel 
to the plane of the layer. The term substantially parallel 
indicates in the foregoing and the folloWing, that the optical 
symmetry axis of said layer has a tilt angle relative to the 
plane of the layer being in the range from 0 to 25 degrees, 
preferably 0 to 15 degrees, in particular from 0 to 10 
degrees. Especially preferred are tilt angles from 0 to 5 
degrees, in particular tilt angles of approximately 0 degrees. 

Another object of the present invention is a means to 
produce substantially linear polarized light comprising a 
combination of optical elements as described in the forego 
ing and the folloWing and additionally comprising a radia 
tion source, Which is positioned on the side of the re?ective 
polarizer not facing the other optical elements of the above 
mentioned combination. 
As a radiation source preferably a standard backlight for 

liquid crystal displays, like eg a side-lit or a meander type 
backlight, can be used. These backlights typically comprise 
a lamp, a re?ector, a light guide and optionally a diffuser. 
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The radiation source can also consist of a re?ector that 
re?ects radiation generated outside the means to produce 
substantially linear polarized light. The display device 
according to the present invention can then be used as a 
re?ective display. 

The function of the inventive combination of optical 
elements is further explained by FIG. 1a, Which shoWs a 
display device according to a preferred embodiment of the 
present invention as an example that should not limit the 
scope of the invention. The main direction of light folloWing 
the optical path is from the left side to the right side. The 
display device 10 consists of a side-lit backlight unit 11 With 
a lamp 12a and a combined light guide and re?ector 12b, a 
di?‘usor 13 and a polarizer combination consisting of a 
re?ective polarizer 14 comprising a layer of a liquid crys 
talline material With a helically tWisted molecular 
orientation, the inventive optical retardation ?lm 15, option 
ally a compensation ?lm 16 and a linear polarizer 17. The 
?gure further depicts a liquid crystal cell 18 and a second 
linear polarizer 19 behind the display cell. 

Light emitted from the backlight 11 interacts With the 
molecular helix structure of the re?ective polarizer 14 With 
the result that 50% of the intensity of the light incident on 
the re?ective polarizer is transmitted as circular polarized 
light that is either right-handed or left-handed circular 
polarized depending on the tWist sense of the molecular 
helix structure of the re?ective polarizer, Whereas the other 
50% of the incident light is re?ected as circular polarized 
light of the opposite handedness. The re?ected light is 
depolarized by the backlight and redirected by the re?ector 
12b onto the re?ective polarizer 14. In this manner, theo 
retically 100% of the light of a broad range of Wavelengths 
emitted from the backlight 11 is converted into circularly 
polarized light. 

The main part of the transmitted component is converted 
by the inventive optical retardation ?lm 15 into linear 
polarized light, Which is then compensated by the compen 
sation ?lm 16, if present, and being-transmitted by the linear 
polarizer 17, Whereas light Which is not completely trans 
ferred into linear polarized light by the optical retardation 
?lm 15, such as elliptically polarized light, is not transmitted 
by the linear polarizer 17. The linear polarized light then 
passes through the display 18 and the second linear polarizer 
19 to reach the vieWer 20. 

FIG. 1b depicts a display device according to another 
preferred embodiment of the invention having essentially 
the same construction as that shoWn in FIG. 1a, With the 
modi?cation being that the inventive optical retardation ?lm 
15 is placed behind the compensation ?lm 16 When looking 
from the direction of incident light. 
As described above, the high e?iciency of the re?ective 

polarizer is achieved by making use of the light re?ected by 
the re?ective polarizer after it has been reversed, for 
example in the backlight unit of the display, and redirected 
back again to the polarizer. 
One preferred embodiment of the present invention is 

characterized in that the means to produce linear polarized 
light is comprising a re?ector in order to re-re?ect circular 
polarized light re?ected by the re?ective polarizer. This can 
be for example a metallic or a non metallic re?ector. 

In case a metallic re?ector is used the light coming from 
the re?ective polarizer is re-re?ected as circularly polarized 
light With opposite tWist sense. This re?ected circular polar 
ized light is then compatible With the molecular helix of the 
re?ective polarizer and is fully transmitted by the re?ective 
polarizer. 

In case a non metallic re?ector is used, the light coming 
from the re?ective polarizer is depolarized and interacts 
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8 
again With the re?ective polarizer as described above. Depo 
larization of the light re?ected by the re?ective polarizer can 
also occur due to internal re?ection and/or refraction in 
and/or betWeen the optical components of the display. 

In another preferred embodiment of the present invention 
the means to produce substantially linear polarized light 
comprises at least one di?‘user ?lm or sheet situated betWeen 
the backlight and the re?ective polarizer in order to optimize 
the angular distribution of the light incident on the re?ective 
polarizer and/or to depolarize light redirected onto the 
re?ective polarizer by the re?ector as described above. 
The means to produce substantially linear polarized light 

according to the present invention may also comprise one or 
more adhesive layers provided to at least one of the com 
ponents comprising the re?ective polarizer, the optical retar 
dation ?lm, the compensation ?lm, the linear polarizer and 
the diffuser sheet(s). 
The means to produce substantially linear polarized light 

according to the present invention can further comprise one 
or more protective layers provided to at least one of the 
components comprising the re?ective polarizer, the optical 
retardation ?lm, the compensation ?lm, the linear polarizer, 
the diffuser sheet(s) and the adhesive layer(s) in order to 
protect these components against environmental in?uence. 
The inventive optical retardation ?lms are obtainable by 

coating the mixture of a polymerizable mesogenic material 
on at least one substrate in form of a layer, aligning the 
material and polymerizing the aligned material. As a sub 
strate for example a glass or quartz sheet as Well as a plastic 
?lm or sheet can be used. It is also possible to put a second 
substrate on top of the coated mixture prior to and/or during 
and/or after polymerization. The substrates can be removed 
after polymerization or not. When using tWo substrates in 
case of curing by actinic radiation, at least one substrate has 
to be transmissive for the actinic radiation used for the 
polymerization. 

Isotropic or birefringent substrates can be used. In case 
the substrate is not removed from the polymerized ?lm after 
polymerization, preferably isotropic substrates are used. 

Preferably at least one substrate is a plastic substrate such 
as for example a ?lm of polyester such as polyethylene 
terephthalate (PET), a polyvinylalcohol (PVA), polycarbon 
ate (PC) or triacetylcellulose (TAC), especially preferably a 
PET ?lm or a TAC ?lm. As a birefringent substrate for 
example an uniaxially stretched plastic ?lm can be used. For 
example PET ?lms are commercially available from ICI 
Corp. under the trade name Melinex. 

Planar alignment in the coated layer of the inventive 
mixture of the polymerizable mesogenic material, i.e. an 
orientation Wherein the mesogenic material has a symmetry 
axis that has a loW tilt angle relative to the plane of the layer, 
can be achieved for example by shearing the material, eg 
by means of a doctor blade. It is also possible to apply an 
alignment layer, for example a layer of rubbed polyimide or 
sputtered SiOx, on top of at least one of the substrates. 
An especially preferred embodiment of the present inven 

tion is characterized in that planar alignment of the poly 
merizable mesogenic material is achieved by directly rub 
bing the substrate, i.e. Without applying an additional 
alignment layer. This is a considerable advantage as it alloWs 
a signi?cant reduction of the production costs of the optical 
retardation ?lm. In this Way a loW tilt angle can easily be 
achieved. 
The term loW tilt angle in connection With the aligned 

layer of the mesogenic material before and/or after poly 
merization according to the present invention is indicating in 
the foregoing and the folloWing that the mesogenic material 
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has a symmetry axis With a tilt angle relative to the plane of 
the layer that is preferably smaller than 10 degrees, espe 
cially preferably smaller than 5 degrees, in particular smaller 
than 3 degrees and ideally substantially zero degrees. 

Preferably a plastic ?lm, in particular a polyester ?lm, e.g. 
Melinex, or a TAC ?lm are used as a substrate in this 
preferred embodiment. 

It is also possible to use a polymer ?lm as a substrate, 
Which is annealed after rubbing near the glass transition 
temperature T8 of the polymer in order to reduce the tilt 
angle. For example, When using a Melinex ?lm (T8 1400 C.) 
as a substrate, the substrate can be rubbed and subsequently 
annealed for 20 to 40 minutes at a temperature of about 130 
to 1400 C. 
When using an anisotropic substrate like eg a Melinex 

?lm, the alignment quality is depending on the rubbing 
angle, ie the angle betWeen the major rubbing direction and 
the major optical symmetry axis of the anisotropic substrate. 
Preferably rubbing is carried out unidirectionally in a direc 
tion substantially parallel to the major symmetry axis of the 
substrate. 

For example rubbing can be achieved by means of a 
rubbing cloth or With a ?at bar coated With a rubbing cloth. 

In another preferred embodiment of the present invention 
rubbing is achieved by means of a at least one rubbing roller, 
like eg a fast spinning roller that is brushing over the 
substrate, or by putting the substrate betWeen at least tWo 
rollers, Wherein in each case at least one of the rollers is 
optionally covered With a rubbing cloth. 

In another preferred embodiment of the present invention 
rubbing is achieved by Wrapping the substrate at least 
partially at a de?ned angle around a roller that is preferably 
coated With a rubbing cloth. 

This method is exemplarily described by FIG. 6, that 
depicts a substrate 1, like eg a plastic Web, Which is Wrapped 
at an angle a around a rotating roller 2, With the arroW 
indicating the moving direction of the Web 1. The roller 2 
may also be covered by a rubbing cloth. An inventive 
polymerizable mesogenic mixture being coated on the Web 
1 that Was rubbed by this method shoWs planar alignment of 
a high uniformity With a very loW or even substantially no 
tilt. 
As rubbing cloth all materials can be used that are knoWn 

to the skilled in the art for this purpose. For example velvet 
of a commercially available standard type can be used as a 
rubbing cloth. 

Preferably rubbing is carried out only in one direction. 
The ability of the substrate to induce alignment in an 

inventive polymerizable mesogenic composition coated on 
this substrate after rubbing the substrate Will depend on the 
process parameters of the rubbing process, like the rubbing 
pressure and rubbing speed and, in case a rubbing roller is 
used, on the rotational velocity of the roller, the rubbing 
roller circumference and the tension on the substrate. 

The rubbing length in the rubbing process according to 
the above described preferred embodiments is preferably 
from 0.2 to 5 meters, in particular from 0.5 to 3 meters, most 
preferably from 1.0 to 2.5 meters. 

Polymerization of the inventive polymerizable mesogenic 
mixture takes place by exposing it to heat or to actinic 
radiation. Actinic radiation means irradiation With light, 
X-rays, gamma rays or irradiation With high energy 
particles, such as ions or electrons. In particular preferably 
UV light is used. The irradiation Wavelength is preferably 
from 250 nm to 420 nm, especially preferably from 320 nm 
to 390 nm. 

As a source for actinic radiation for example a single UV 
lamp or a set ofUV lamps can be used. When using a high 
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10 
lamp poWer the curing time can be reduced. The irradiance 
produced by the lamp used in the invention is preferably 
from 0.01 to 100 mW/cm2, especially preferably from 10 to 
50 mW/cm2. 
The curing time is dependening, inter alia, on the reac 

tivity of the polymerizable mesogenic material, the thick 
ness of the coated layer, the type of polymerization initiator 
and the poWer of the UV lamp. For mass production short 
curing times are preferred. The curing time according to the 
invention is preferably not longer than 30 minutes, espe 
cially preferably not longer than 15 minutes and very 
particularly preferably shorter than 8 minutes. 
The polymerization is carried out in the presence of an 

initiator absorbing the Wavelength of the actinic radiation. 
For example, When polymerizing by means of UV light, a 
photoinitiator can be used that decomposes under UV irra 
diation to produce free radicals that start the polymerization 
reaction. As a photoinitiator for radicalic polymerization a 
commercially available photoinitiator like eg Irgacure 651 
(by Ciba Geigy A G, Basel, Switzerland) can be used. 

It is also possible to use a cationic photoinitiator, When 
curing reactive mesogens With for example vinyl and 
epoxide reactive groups, that photocures With cations 
instead of free radicals. The polymerization may also be 
started by an initiator that initiates the polymerization When 
heated above a certain temperature. 

In addition to light- to temperature-sensitive initiators the 
polymerizable mixture may also comprise one or more other 
suitable components such as, for example, catalysts, 
stabilizers, co-reacting monomers or surface-active com 
pounds. 

In a preferred embodiment of the invention, the polymer 
izable mixture comprises a stabilizer that is used to prevent 
undesired spontaneous polymerization for example during 
storage of the mixture. As stabilizers in principal all com 
pounds can be used that are knoWn to the skilled in the art 
for this purpose. These compounds are commercially avail 
able in a broad variety. Typical examples for stabilizers are 
4-ethoxyphenol or butylated hydroxytoluene (BHT). 
The polymerizable mixture according to this preferred 

embodiment preferably comprises a stabilizer as described 
above at an amount of 1 to 1000, especially preferably 10 to 
500 ppm. 

Other additives, like e. g. chain transfer agents, can also be 
added to the polymerizable mixture in order to modify the 
physical properties of the inventive polymer ?lm. For 
example When adding a chain transfer agent to the polymer 
izable mixture, the length of the free polymer chains and/or 
the length of the polymer chains betWeen tWo crosslinks in 
the inventive polymer ?lm can be controlled. When the 
amount of the chain transfer agent is increased, polymer 
?lms With decreasing polymer chain length are obtained. 

In a preferred embodiment of the present invention the 
polymerizable mixture comprises 0.01 to 10%, in particular 
0.1 to 5%, very preferably 0.5 to 3% of a chain transfer 
agent. The polymer ?lms according to this preferred 
embodiment shoW especially good adhesion to a substrate, 
in particular to a plastic ?lm, like eg a TAC ?lm. 
As a chain transfer agent for example monofunctional 

thiol compounds like eg dodecane thiol or multifunctional 
thiol compounds like eg trimethylpropane tri(3 
mercaptopropionate) can be used. 

In some cases it is of advantage to apply a second 
substrate to aid alignment and exclude oxygen that may 
inhibit the polymerization. Alternatively the curing can be 
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carried out under an atmosphere of inert gas. However, 
curing in air is also possible using suitable photoinitiators 
and high UV lamp power. When using a cationic photoini 
tiator oxygen exclusion most often is not needed, but water 
should be excluded. In a preferred embodiment of the 
invention the polymerization of the polymerizable 
mesogenic material is carried out under an atmosphere of 
inert gas, preferably under a nitrogen atmosphere. 

To obtain polymer ?lms with good alignment the poly 
merization has to be carried out in the liquid crystal phase of 
the polymerizable mesogenic mixture. Therefore preferably 
a polymerizable mesogenic mixture is used that has a low 
melting point, preferably a melting point of 100° C. or lower, 
in particular 60° C. or lower, so that curing can be carried out 
in the liquid crystalline phase of the mixture at low tem 
peratures. This is simplifying the polymerization process as 
less heating of the mixture is required and there is less strain 
of the mesogenic materials, the substrates and the produc 
tion equipment during polymerization. This is of importance 
especially for mass production. Curing temperatures below 
1000 C. are preferred. Especially preferred are curing tem 
peratures below 600 C. 

The thickness of the inventive optical retardation ?lm 
obtained by the method as described above is preferably 0.2 
to 10 um, in particular 0.5 to 5 um, most preferably 1 to 3 
pm. 

In another preferred embodiment of the present invention 
the thickness of the inventive optical retardation ?lm is 8 to 
30 pm, in particular 10 to 20 pm. 

In a particularly preferred embodiment of the invention 
the optical retardation ?lm is used together with a broadband 
re?ective polarizer and optionally a compensation ?lm. The 
optical retardation ?lm may be connected to the re?ective 
polarizer and/or the compensation ?lm as a separate optical 
element. Preferably, the re?ective polarizer and/or the com 
pensation ?lm and the optical retardation ?lm are integrated 
so that they form an individual optical element. This can be 
done for example by laminating the optical retardation ?lm 
and the re?ective polarizer together and/or the compensation 
?lm after manufacturing the optical retardation ?lm. 

The polymerizable mesogenic material can also be coated 
and cured directly onto a re?ective polarizer which serves as 
a substrate, thus simplifying the production process. 

Alternatively it is also possible that the polymerizable 
mesogenic material is coated and cured onto a compensation 
?lm which serves as a substrate. 

In another preferred embodiment of the present invention, 
the broadband re?ective polarizer and/or the compensation 
?lm of the inventive combination of optical elements are 
comprising a layer of an anisotropic polymer material that is 
obtained by polymerizing an oriented layer of reactive 
mesogens. Particularly preferably these reactive mesogens 
have a similar structure like the reactive mesogenic com 
pounds of formula I as described above and below. 

Thus, when using an inventive optical retardation ?lm 
together with a broadband re?ective polarizer and/or a 
compensation ?lm according to this preferred embodiment, 
it is possible to adapt the optical properties of the optical 
retardation ?lm to those of the re?ective polarizer and/or the 
compensation ?lm by using materials comprising in princi 
pal a similar type of compounds. In this way a combination 
of an optical retardation ?lm and a re?ective polarizer and/or 
a compensation ?lm with superior optical performance can 
be obtained. 

In a preferred embodiment the polymerizable mixture 
comprises reactive mesogenic compounds having two or 
more polymerizable functional groups (multifunctional 
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compounds). Upon polymerization of such a mixture a 
three-dimensional polymer network is formed. An optical 
retardation ?lm made of such a network is self-supporting 
and shows a high mechanical and thermal stability and a low 
temperature dependence of its physical and optical proper 
ties. 

Thus, for example inventive optical retardation ?lms can 
be obtained that exhibit an excellent thermal stability of the 
optical retardation, which does not change signi?cantly 
when heating the ?lm up to 1200 C. 

In another preferred embodiment the polymerizable mix 
ture comprises 0 to 20% of a non mesogenic compound with 
two or more polymerizable functional groups to increase 
crosslinking of the polymer. Typical examples for difunc 
tional non mesogenic monomers are alkyldiacrylates or 
alkyldimethacrylates with alkyl groups of l to 20 C atoms. 
Typical examples for non mesogenic monomers with more 
than two polymerizable groups are trimethylpropanetri 
methacrylate or pentaerythritoltetraacrylate. 
By varying the concentration of the multifunctional 

mesogenic or non mesogenic compounds the crosslink den 
sity of the polymer ?lm and thereby its physical and chemi 
cal properties such as the glass transition temperature, which 
is also important for the temperature dependence of the 
optical properties of the optical retardation ?lm, the thermal 
and mechanical stability or the solvent resistance can be 
tuned easily. 

The terms polymerizable or reactive mesogen, polymer 
izable or reactive mesogenic compound, polymerizable or 
reactive liquid crystal (compound) and polymerizable or 
reactive liquid crystalline compound as used in the forego 
ing and the following comprise compounds with a rodlike, 
boardlike or disklike mesogenic group. These mesogenic 
compounds do not necessarily have to exhibit mesophase 
behavior by themselves. It is also possible that they show 
mesophase behaviour in mixtures with other compounds or 
after polymerization of the pure mesogenic compounds or of 
the mixtures comprising the mesogenic compounds. 

Preferably the reactive mesogenic compounds exhibit 
mesophase behaviour on their own. 

In a particularly preferred embodiment of the present 
invention, the reactive mesogens comprised by the mixture 
of the polymerizable mesogenic material are compounds of 
formula I 

Pi(SpiX)niMGiR I 

wherein 

P is a polymerizable group, 

Sp is a spacer group having 1 to 20 atoms, 

X is a group selected from 40*, isi, 4cOi, 
ACQOi, iOCOi, AOCOOi or a single bond, 

nis0orl, 
MG is a mesogenic or mesogenity supporting group, 

preferably selected according to formula II 

wherein 
A1, A2 and A3 are independently from each other 

l,4-phenylene in which, in addition, one or more CH 
groups may be replaced by N, l,4-cyclohexylene in 
which, in addition, one or two non-adjacent CH2 
groups may be replaced by O and/or S, l,4 
cyclohexenylene or naphthalene-2,6-diyl, it being 
possible for all these groups to be unsubstituted 
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mono- or polysubstituted With halogen, cyano or 
nitro groups or alkyl, alkoxy or alkanoyl groups 
having 1 to 7 C atoms wherein one or more H atoms 
may be substituted by F or Cl, 

Z1 and Z2 are each independently iCOOi, 
iOCOi, iCHzCHzi, ADCHZi, iCHzOi, 
iCH=CHi, %=Ci, iCH=CH%OOi, 
iOCO4CH=Ci or a single bond and 

m is 0, l or 2, 
and 
R is an alkyl radical With up to 25 C atoms Which may be 

unsubstituted, mono- or polysubstituted by halogen or 
CN, it being also possible for one or more non-adjacent 
CH2 groups to be replaced, in each case independently 
from one another, by iOi, iSi, iNHi, 
-N(CH3)*, iCoi, icooi ioiocoi, 
iOCOiOi, iSiCOi, iCOiSi or 
4CECi in such a manner that oxygen atoms are not 
linked directly to one another, or alternatively R is 
halogen, cyano or has independently one of the mean 
ings given for Pi(SpiX)ni. 

Particularly preferred are polymeriZable mixtures com 
prising at least tWo reactive mesogenic compounds at least 
one of Which is a compound of formula I. 

In another preferred embodiment of the invention the 
reactive mesogenic compounds are selected according to 
formula I, Wherein R has one of the meanings of Pi(Spi 
X)ni as given above. 

Bicyclic and tricyclic mesogenic compounds are pre 
ferred. 

Halogen is preferably F or Cl. 
Of the compounds of formula I especially preferred are 

those in Which R is F, Cl, cyano, alkyl or alkoxy or has the 
meaning given for Pi(SpiX)ni, and MG is of formula II 
wherein Z1 and Z2 are 4COOi, iOCOi, 4CH2i 
CHZi, %H=CH%OOi, A)CO%H=CHi or a 
single bond. A smaller group of preferred mesogenic groups 
of formula II is listed beloW. For reasons of simplicity, Phe 
in these groups is l,4-phenylene, Phe L is a l,4-phenylene 
group Which is substituted by at least one group L, With L 
being F, Cl, CN or an optionally ?uorinated alkyl, alkoxy or 
alkanoyl group With 1 to 4 C atoms, and Cyc is l,4 
cyclohexylene. 

-Phe-Z2-Phe- 11-1 
-Phe-Z2-Cyc- 11-2 
-PheL-Z2-Phe- 11-3 
-PheL-Z2-Cyc- 11-4 
-Phe-Z2-PheL- 11-5 
-Phe-Zl-Phe-Phe- II-6 
-Phe-Zl-Phe-Cyc- 11-7 
-Phe-Zl-Phe-Z2-Phe- II-8 
-Phe-Z1-Phe-Z2-Cyc- 11-9 
-Phe-Zl-Cyc-Z2-Phe- 11-10 
-Phe-Zl-Cyc-Z2-Cyc- 11-11 
-Phe-Zl-PheL-Z2-Phe- 11-12 
-Phe-Zl-Phe-Z2-PheL- 11-13 
-PheL-Zl-Phe-Z2-PheL- 11-14 
-PheL-Zl-PheL-Z2-Phe- 11-15 
-PheL-Zl-PheL-Z2-PheL- II-16 

In these preferred groups Z1 and Z2 have the meaning 
given in formula I described above. Preferably Z1 and Z2 are 
iCOOi, iOCOi, iCHZCHZi or CH=CHi 
COOi. 
L is preferably F, Cl, CN, N02, CH3, C2H5, OCH3, 

OC2H5, COCH3, COCZHS, CF3, OCF3, OCHF2, OC2F5, in 
particular F, Cl, CN, CH3, C2H5, OCH3, COCH3 and OCF3, 
most preferably F, CH3, OCH3 and COCH3. 
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Particularly preferred are compounds Wherein MG is 

selected from the folloWing formulae 
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-continued 
IIn 

(L), (L), (L), 

wherein L has the meaning given above and r is 0, 1 or 2. 
The group 

(DI 

/ ' \ 

in this preferred formulae is preferably denoting 

L L 

L L 

furthermore 

With L having each independently one of the meanings given 
above. 

If R as given in formula I is an alkyl or alkoxy radical, i.e. 
Where the terminal CH2 group is replaced by 40*, this 
may be straight-chain or branched. It is preferably straight 
chain, has 2, 3, 4, 5, 6, 7 or 8 carbon atoms and accordingly 
is preferably ethyl, propyl, butyl, pentyl, hexyl, heptyl, 
octyl, ethoxy, propoxy, butoxy, pentoxy, hexoxy, heptoxy, or 
octoxy, furthermore methyl, nonyl, decyl, undecyl, dodecyl, 
tridecyl, tetradecyl, pentadecyl, methoxy, nonoxy, decoxy, 
undecoxy, dodecoxy, tridecoxy or tetradecoxy, for example. 

Oxaalkyl, i.e. Where one CH2 group is replaced by 40*, 
is preferably straight-chain 2-oxapropyl (=methoxymethyl), 
2-(=ethoxymethyl) or 3-oxabutyl (=2-methoxyethyl), 2-, 3-, 
or 4-oxapentyl, 2-, 3-, 4-, or 5-oxahexyl, 2-, 3-, 4-, 5-, or 
6-oxaheptyl, 2-, 3-, 4-, 5-, 6- or 7-oxaoctyl, 2-, 3-, 4-, 5-, 6-, 
7- or 8-oxanonyl or 2-, 3-, 4-, 5-, 6-, 7-, 8-, or 9-oxadecyl, 
for example. 

In addition, mesogenic compounds of the formula I con 
taining a branched group R can be of importance as 
comonomers, for example, as they reduce the tendency 
toWards crystallization. Branched groups of this type gen 
erally do not contain more than one chain branch. Preferred 
branched groups are isopropyl, isobutyl (=methylpropyl), 
isopentyl (=3-methylbutyl), isopropoxy, 2-methylpropoxy 
and 3-methylbutoxy. 
P in formula I is preferably selected form CH2=CWi 

COOi, WCH=CHiOi, 

m 
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or CH2=CH-Phenyl-(O)ki With W being H, CH3 or Cl 
and k being 0 or 1, 

P is particularly preferably a vinyl group, an acrylate 
group, a methacrylate group, a propenyl ether group or an 
epoxy group, very particularly preferably an acrylate or 
methacrylate group. 

As for the spacer group Sp in formula I, Ia and lb all 
groups can be used that are knoWn for this purpose to the 
skilled in the art. The spacer group Sp is preferably linked 
to the polymeriZable group P by an ester or ether group or 
a single bond. The spacer group Sp is preferably a linear or 
branched alkylene group having 1 to 20 C atoms, in par 
ticular 1 to 12 C atoms, in Which, in addition, one or more 
non-adjacent CH2 groups may be replaced by iOi, 
iSi, iNHi, iN(CH3)i, iCOi, iOiCOi, 
iSiCOi, iOiCOOi, ’COiSi, iCOiOi, 
iCH(halogen)i, iCH(CN)i, iCH=CHi or 
%EC-. 

Typical spacer groups Sp are for example i(CH2)0i, 
i(CH2CH2O),%H2CH2i, iCH2CH2iSiCH2CH2i 
or iCHzCHziNHiCHzCHzi, With 0 being an integer 
from 2 to 12 and r being an integer from 1 to 3. 

Preferred spacer groups Sp are ethylene, propylene, 
butylene, pentylene, hexylene, heptylene, octylene, 
nonylene, decylene, undecylene, dodecylene, octadecylene, 
ethyleneoxyethylene, methyleneoxybutylene, ethylene 
thioethylene, ethylene-N-methyliminoethylene and 
l-methylalkylene, for example. 

In the event that R or Q2 is a group of formula PiSpi 
Xi or PiSpi respectively, the spacer groups on each side 
of the mesogenic core may be identical or different. 

In particular preferred are compounds of formula I 
Wherein n is 1. 

In another preferred embodiment, the inventive optical 
retardation ?lm is obtained by copolymeriZing mixtures 
comprising compounds of formula I Wherein n is 0 and 
compounds of formula I Wherein n is 1. 

Typical examples representing polymeriZable mesogenic 
compounds of the formula I can be found in WO 93/22397, 
EP 0,261,712; DE 195,04,224; De 4,408,171 or DE 4,405, 
326. The compounds disclosed in these documents, hoWever 
are to be regarded merely as examples that should not limit 
the scope of this invention. 

Furthermore, typical examples representing polymeriZ 
able mesogenic compounds are shoWn in the folloWing list 
of compounds, Which is, hoWever, to be understood only as 
illustrative Without limiting the scope of the present inven 
tion: 
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In these compounds x and y are each independently l to 
12, A is a l,4-phenylene or l,4-cyclohexylene group, R1 is 
halogen, cyano or an alkyl or alkoxy group With 1 to 12 C 
atoms and L1 and L2 are each independently H, Halogen, 
CN, or an alkyl, alkoxy or alkanoyl group With 1 to 7 C 
atoms. 

The reactive mesogenic compounds disclosed in the fore 
going and the folloWing can be prepared by methods Which 
are knoWn per se and Which are described in the documents 
cited above and, for example, in standard Works of organic 
chemistry such as, for example, Houben-Weyl, Methoden 
der organischen Chemie, Thieme-Verlag, Stuttgart. 

In a preferred embodiment of the present invention, the 
optical retardation ?lm is obtainable from a mixture of a 
polymeriZable mesogenic material comprising the folloWing 
components 

al) 15 to 95%, preferably 20 to 90% by Weight of at least 
one mesogen according to formula I having one poly 
meriZable functional group, 

a2) 5 to 80%, preferably 8 to 70%, in particular 10 to 50% 
by Weight of at least one mesogen according to formula 
I having tWo or more polymeriZable functional groups, 

b) 0.01 to 5% by Weight of an initiator, 
c) 0 to 20% by Weight of a non-mesogenic compound 

having tWo or more polymeriZable functional groups, 

d) 0 to 1000 ppm of a stabiliZer, and 
e) 0 to 5% by Weight of a chain transfer agent. 
Mixtures according to this particularly preferred embodi 

ment are preferred that comprise one to eight, in particular 
one to six, most preferably one to three different mesogens 
according to formula I having one polymeriZable functional 
group. 
The mixture according to this particularly preferred 

embodiment especially preferably contains less than 10% by 
Weight, very especially preferably none of the compounds of 
component c). 

In another embodiment of the present invention, the 
mixture of the polymeriZable mesogenic material comprises 

al) 15 to 99%, preferably 40 to 99%, in particular 70 to 
99% by Weight of at least one mesogen according to 
formula I having one polymeriZable functional group, 
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a2) 0 to 90% by Weight of at least one mesogen according 
to formula I having tWo or more polymeriZable func 
tional groups, 

b) 0.01 to 5% by Weight of an initiator, 
c) 0 to 20% by Weight of a non-mesogenic compound 

having tWo or more polymeriZable functional groups, 

d) 0 to 1000 ppm of a stabiliZer, and 
e) 0 to 5% by Weight of a chain transfer agent. 
Mixtures according to this particularly preferred embodi 

ment are preferred that comprise one to eight, in particular 
one to six, most preferably one to three different mesogens 
according to formula I having one polymeriZable functional 
group. 

Further preferred are mixtures according this preferred 
embodiment that comprise 15 to 99% by Weight of at least 
tWo different mesogens of component al) and further com 
prises components b) and optionally component a2), c), d) 
and e) as described above. 

Mixtures according to this particularly preferred embodi 
ment are preferred that comprise tWo to eight, in particular 
tWo to six, most preferably tWo to four different mesogens 
according to formula I having one polymeriZable functional 
group. 

Further preferred are mixtures according to this particu 
larly preferred embodiment that comprise four or more, in 
particular four to eight, very particularly four to six different 
mesogens according to formula I having one polymeriZable 
functional group. 
The ratio of each of the mesogens according to formula I 

having one polymeriZable functional group in the mixture 
according to this particularly preferred embodiment is pref 
erably 5 to 90%, in particular 10 to 80%, very preferably 15 
to 65% by Weight of the total mixture. 

The mixture according to this particularly preferred 
embodiment especially preferably contains less than 10% by 
Weight, very especially preferably none of the compounds of 
component a2). 

In the mixtures comprising tWo or more different 
mesogens according to formula I having one polymeriZable 
functional group as described above, preferably each of the 
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different mesogens according to formula I is different in at 
least one of the groups P, Sp, X, Al, A2, A3, Z, Z2 and R 
from each other of the mesogens. 

The mixtures of a polymeriZable mesogenic material as 
described above are another object of the present invention. 

Without further elaboration one skilled in the art can, 
using the preceding description, utiliZe the present invention 
to its fullest extent. The folloWing examples are, therefore, 
to be construed as merely illustrative and not limitative of 
the remainder of the disclosure in any Way Whatsoever. 

In the foregoing and in the folloWing examples, unless 
otherWise indicated, all temperatures are set forth uncor 
rected in degrees Celsius and all parts and percentages are by 
Weight. The folloWing abbreviations are used to illustrate the 
liquid crystalline phase behaviour of the compounds. 

K=crystalline; N=nematic; S=smectic; Ch=cholesteric; 
I=isotropic. The numbers betWeen these symbols indicate 
the phase transition temperatures in degree Celsius. 

EXAMPLE 1 

The folloWing mixture Was formulated 

10 

20 
Was measured on a glass slide on an Olympus polariZing 
microscope using a Berek compensator. The ?lm 1a has a 
retardation value of 134 nm, and the ?lm 1b a retardation 
value of 154 nm. 

FIG. 2 shoWs the change of the retardation depending on 
the vieWing angle for a sample of the inventive optical 
quarter Wave retardation ?lms 1a (curve 2a) and 1b (curve 
2b) in comparison to a standard QWF based on PVA (curve 
2c). It can be clearly seen that the vieWing angle dependence 
of both inventive optical quarter Wave retardation ?lms is 
loWer than that of the PVA ?lm. 

EXAMPLE B 

The optical performance of the inventive retardation ?lm 
Was determined in an inventive optical combination together 
With a broad band cholesteric re?ective polariZer. 
The broad Waveband re?ective polariZer ?lm consisted of 

a polymeriZed mixture comprising chiral and achiral reac 
tive mesogenic compounds. The polariZer exhibited a cho 
lesteric structure With planar orientation With multiple pitch 
lengths of the cholesteric helix and had a broad Wavelength 

compound (1) 
compound (2) 
Irgacure 651 

49.5% 
49.5% 
1.0% 

(1) 

: C 

The compounds (1) and (2) have been prepared in analogy 
to the methods described in WO 93/22397 and DE195,04, 
224. Irgacure 651 is a photoinitiator for radicalic polymer 
iZation Which is commercially available from Ciba Geigy 
AG. 

To prepare crosslinked polymer ?lms, the mixture Was 
dissolved in toluene at a concentration of about 20% by 
Weight and ?ltered to remove impurities and small particles. 
A sheet of PET (Melinex 401, available from ICI Corp.) 

Was rubbed unidirectionally 50 to 60 times With a ?at 
aluminium bar coated With velvet. The applied pressure Was 
approximately 2 g/cm3 , and the rubbing length Was approxi 
mately 1510.2 metres. 

The toluene mixture Was coated as a ?lm With a thickness 
of approximately 12 pm on the PET sheet and the solvent 
Was alloWed to evaporate at 550 C. The mixture Was then 
cured in a nitrogen atmosphere at 550 C. by irradiating With 
UV light With a Wavelength of 350 to 380 nm and an 
irradiance of 40 mW/cm2 for 4 minutes. 

In this Way, tWo crosslinked polymer ?lms (1a, 1b) with 
different thickness Were obtained that can be used as a 
retardation ?lm. 

EXAMPLE A 

The ?lms 1a and 1b obtained as described in example 1 
Were removed from the PET substrate and their retardation 

40 

re?ection band as shoWn in FIG. 4 Which is ranging from 
Wavelength values of 500 to 800 nm With a bandWidth of 
about 300 nm. 

The retardations of the ?lms 1a (134 nm) and 1b (154 nm) 
are 0.25 times a value lying inside the Waveband re?ected by 
the broadband re?ective polariZer, therefore each of these 
tWo ?lms, When used together With the re?ective polariZer, 
can act as a quarter Wave ?lm. 

FIG. 3 depicts the measurement setup. The luminance of 
light from a commercial LCD backlight 50 passing through 
an assembly With the re?ective polariZer 51 and the inven 
tive optical retardation ?lms 1a and 1b of example 1 (52) 
Was measured using a Minolta CS-100 colour camera 53 at 
a range of vieWing angles (—60° to +60°). The experiment 
Was repeated With a similar assembly, Wherein the inventive 
optical quarter Wave retardation ?lms Were replaced by the 
standard QWF based on PVA as used in example A. The 
measurement results are shoWn in FIG. 5. 

Curve 5x depicts the luminance of the LCD backlight 50 
together With the re?ective polariZer 51. Curves 5a, 5b and 
5c shoW the luminance of the LCD backlight 50 and a 
combination of the re?ective polariZer 51 together With an 
optical retardation ?lm 52 that is either one of the inventive 
optical retardation ?lms 1a (curve 5a) or 1b (curve 5b) or the 
standard QWF (curve 5c). 
The luminance of the assembly comprising the inventive 

optical retardation ?lms 1a (curve 5a) and 1b (curve 5b) is 
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higher than that of the assembly comprising the QWF based 
on PVA (curve 5c) over the Whole range of measured 
vieWing angles, and the cross-over angle etc is increased by 
about 5 to 6 degrees. 

The optical retardation ?lm 52 and the broadband re?ec 
tive polarizer 51 in FIG. 3 according to example B Were not 
optically coupled. If they are laminated together, or if the 
re?ective polarizer is prepared by polymerization of a mix 
ture of reactive cholesteric mesogenic compounds using the 
optical retardation ?lm as a substrate, the cross over angle etc 
is being further increased. 

The results of experiments according to example A and B 
clearly demonstrate the improved properties of an inventive 
optical retardation ?lm compared to an optical retardation 
?lm of the state of the art, especially When used in combi 
nation With a broadband cholesteric re?ective polarizer. 

EXAMPLE C 

A PET Web substrate for planar alignment Was prepared 
by rubbing according to a preferred embodiment of the 
present invention. Rubbing Was carried out as depicted in 
FIG. 6 by Wrapping the PET Web 1 at a Wrap angle 0t of 65° 
around a velvet coated roller 2 With a circumference of 125 
cm, Which Was rotating With a velocity of 300 rpm, The Web 
speed Was 1750 cm/min and the tension on the Web Was 5 
lbs/inch. This resulted in a rubbing length of 1335 mm. An 
inventive polymerizable mesogenic mixture coated on this 
PET substrate shoWed planar alignment of a high uniformity 
With substantially no tilt. 

The preceding examples can be repeated With similar 
success by substituting the generically or speci?cally 
described reactants and/or operating conditions of this 
invention for those used in the preceding examples. 
From the foregoing description, one skilled in the art can 

easily ascertain the essential characteristics of this invention, 
and Without departing from the spirit and scope thereof, can 
make various changes and modi?cations of the invention to 
adapt it to various usages and conditions. 
What is claimed is: 
1. A combination of optical elements comprising at least 

one optical retardation ?lm and at least one broadband 
re?ective polarizer, Wherein said optical retardation ?lm 
comprises at least one layer of an anisotropic polymeric 
material having an optical symmetry axis Which has a tilt 
angle relative to the plane of the layer of 0°*25°, said optical 
retardation ?lm is obtained by polymerization of a mixture 
of a polymerizable mesogenic material comprising 

a) at least one reactive mesogen having at least one 
polymerizable functional group, 

b) an initiator, 
c) optionally a non-mesogenic compound having tWo or 
more polymerizable functional groups, and 

d) optionally a stabilizer. 
2. A combination of optical elements according to claim 

1, [characterized in that] wherein the retardation of the 
optical retardation ?lm is from 50 to 250 nm. 

3. A combination of optical elements according to claim 
1, Wherein the broadband of Wavelength re?ected by the 
broadband re?ective polarizer is at least 100 nm. 

4. A combination of optical elements according to claim 
1, further comprising a compensation ?lm comprising a 
layer of an anisotropic polymeric material With a homeo 
tropic or tilted homeotropic orientation, Wherein the com 
pensation ?lm is positioned adjacent to either side of the 
optical retardation ?lm. 
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5. A combination of optical elements according to claim 

4, further comprising a linear polarizer, and Wherein the 
optical retardation ?lm and the compensation ?lm are posi 
tioned betWeen the broadband re?ective polarizer and the 
linear polarizer. 

6. A device for producing substantially linear polarized 
light comprising the folloWing components 

I) a combination of optical elements according to claim 1, 
H) a radiation source, and 

Ill) optionally a di?‘usor adjacent to the radiation source, 
Wherein the components I to III are arranged Whereby 
the broadband re?ective polarizer of component I is 
facing the radiation source of component II or, 
optionally, the di?‘usor of component [di?‘usor] Ill. 

7. An optical retardation ?lm comprising at least one layer 
of an anisotropic polymeric material having an optical 
symmetry axis Which has a tilt angle relative to the plane of 
the layer of 0°*25°, Wherein said optical retardation ?lm is 
obtained by 
A) coating mixture of a polymerizable mesogenic mate 

rial comprising 
a) a least one reactive mesogen having at least one 

polymerizable functional group, 
b) an initiator, 
c) optionally a non-mesogenic compound having tWo 

or more polymerizable functional groups, and 
d) optionally a stabilizer 

on a substrate or betWeen tWo substrates in form of a layer, 

B) aligning the polymerizable mesogenic material such 
that the optical symmetry axis has a tilt angle relative 
to the plane of the layer of 0°*25°[.], 

C) polymerizing said mixture by exposing it to heat or 
actinic radiation, 

D) optionally repeating the steps A), B) and C) at least one 
more time, and 

E) optionally removing at least one substrate from the 
polymerized material. 

8. An optical retardation ?lm according to claim 7, 
Wherein the substrate onto Which the polymerizable 
mesogenic material is coated in step B) is a plastic sheet or 
?lm. 

9. An optical retardation ?lm according to claim 7, 
Wherein alignment of the polymerizable mesogenic material 
is achieved by directly rubbing at least one of the substrates 
onto Which the polymerizable mesogenic material is coated 
in step B). 

10. An optical retardation ?lm according to claim 7, 
Wherein the mixture of the polymerizable mesogenic mate 
rial comprises at least one reactive mesogen having one 
polymerizable functional group and at least one reactive 
mesogen having tWo or more polymerizable functional 
groups. 

11. An optical retardation ?lm according to claim 7, 
Wherein said reactive mesogens are compounds of formula 
I 

Pi(SpiX)niMGiR I 

Wherein 

P is a polymerizable group, 

Sp is a spacer group having 1 to 20 C atoms, 

X is a group selected from 40*, iSi, 4COi, 
ACQOi, iOCOi, AOCOOi or a single bond, 

n is 0 or 1, 
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MG is a group according to formula II 

wherein 
A1, A2 and A3 are independently from each other 

l,4-phenylene, l,4-phenylene in Which one or more 
CH groups is replaced by N, l,4-cyclohexylene, 
l,4-cyclohexylene in Which one or tWo non-adjacent 
CH2 groups is replaced in each case by O and S, 
l,4-cyclohexenylene or naphthalene-2,6-diyl, 

Wherein these groups are unsubstituted, or mono- or 
polysubstituted by halogen, cyano, or nitro groups or 
alkyl, alkoxy or alkanoyl groups having 1 to 7 C 
atoms Wherein one or more H atoms are in each case 

optionally replaced by F or Cl, 
Z1 and Z2 are each independently iCOOi, 
iOCOi, iCH2CH2i, ADCHZi, iCHzOi, 
iCH=CHi, 4CECi, iCH=CH%OOi, 
iOCO4CH=CHi or a single bond, 

m is 0, l or 2, 
and 

R is an alkyl radical With up to 25 C atoms Which is 
unsubstituted, or is mono- or polysubstituted by halo 
gen or CN, it being also possible for one or more 
non-adjacent CH2 groups to be replaced, in each case 
independently from one another, by 40*, iSi, 
iNHi, iN(CH3)i, iCOi, iCOOi, 
4OCOi, 4OCOiOi, iSiCOi, iCOiSi 
or iCECi in such a manner that oxygen atoms are 

not linked directly to one another, or 

R is halogen, cyano or has independently one of the 
meanings given for Pi(SpiX)ni. 

12. An optical retardation ?lm according to claim 11, 
Wherein the mixture of the polymeriZable mesogenic mate 
rial consists essentially of 

al) 15 to 95% by Weight of at least one mesogen accord 
ing to formula I having one polymeriZable functional 
group, 

a2) 5 to 80% by Weight of at least one mesogen according 
to formula I having tWo or more polymeriZable func 
tional groups, 

b) 0.01 to 5% by Weight of an initiator, 
c) 0 to 20% by Weight of a non-mesogenic compound 

having tWo or more polymeriZable functional groups, 

d) 0 to 1000 ppm of a stabiliZer, and 
e) 0 to 5% by Weight of a chain transfer agent. 
13. In a liquid crystal display device comprising a liquid 

crystal cell and a means to produce substantially linear 
polariZed light comprising a combination of optical 
elements, the improvement Wherein said combination of 
optical elements comprises an optical retardation ?lm 
according to claim 7. 

14. A mixture of polymeriZable mesogenic material com 
prising: 

al) 15 to 95% by Weight of at least one mesogen accord 
ing to formula I having one polymeriZable functional 
group, 

Pi(SpiX)niMGiR I 

Wherein 
P is a polymeriZable group, 
Sp is a spacer group having 1 to 20 C atoms, 
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X is a group selected from iOi, iSi, 4COi, 
iCOOi, 4OCOi, 4OCOOi or a single bond, 

n is 1, 
MG is a group according to formula II 

wherein 
A1, A2 and A3 are independently from each other 

l,4-phenylene, l,4-phenylene in Which one or more 

CH groups is replaced by N, l,4-cyclohexylene, 
l,4-cyclohexylene in Which one or tWo non-adjacent 
CH2 groups is replaced in each case by O or S, 
l,4-cyclohexenylene or naphthalene-2,6-diyl, 
Wherein these groups are unsubstituted, or mono- or 

polysubstituted by halogen, cyano or nitro groups or 
alkyl, alkoxy or alkanoyl groups having 1 to 7 C 
atoms Wherein one or more H atoms are in each case 

optionally replaced by F or Cl, 
Z1 and Z2 are each independently iCOOi, 
iOCOi, %H2CH2i, ADCHZi, iCHzOi, 
iCH=CHi, 4CECi, iCH=CHiCOOi, 
iOCO4CH=CHi or a single bond, 

m is 0, l or 2, 

and 
R is an alkyl radical With up to 25 C atoms Which is 

unsubstituted, or is mono- or polysubstituted by 
halogen or CN, it being also possible for one or more 
non-adj acent CH2 groups to be replaced, in each case 
independently from one another, by 40*, iSi, 
iNHi, iN(CH3)i, iCOi, iCOOi, 
iOCOi, iOCOADi, iSiCOi, iCOi 
Si or 4CECi in such a manner that oxygen 

atoms are not linked directly to one another, or 

R is halogen or cyano, 

a2) 5 to 50% by Weight of at least one mesogen according 
to formula I' having tWo polymeriZable groups P, 

Pi(SpiX)niMGiR' 1' 

Wherein P, Sp, X, n, and MG are, independently, as 
de?ned above and R' is a group of the formula 
Pi(SpiX)ni Wherein P, Sp X and n are, 
independently, as de?ned above, 

b) 0.01 to 5% by Weight of an initiator, 
c) 0 to 20% by Weight of a non-mesogenic compound 

having tWo or more polymeriZable functional groups, 

d) 0 to 1000 ppm of a stabiliZer, and 

e) 0 to 5% by Weight of a chain transfer agent. 
15. A combination of optical elements according to claim 

1 further comprising a linear polariZer, and Wherein the 
optical retardation ?lm is positioned betWeen the broadband 
re?ective polariZer and the linear polariZer. 

16. An optical retardation ?lm according to claim 10, 
Wherein said reactive mesogens are compounds of formula 
I 

Pi(SpiX)niMGiR I 



US RE39,605 E 
25 

wherein 
P is a polymeriZable group, 
Sp is a spacer group having 1 to 20 C atoms, 
X is a group selected from 40*, iSi, 4COi, 
4COOi, 4OCOi, iOCOOi or a single bond, 

n is 0 or 1, 

MG is a group according to formula II 

wherein 
A1, A2 and A3 are independently from each other 

1,4-phenylene, 1,4-phenylene in Which one or more 
CH groups is replaced by N, 1,4-cyclohexylene, 
1,4-cyclohexylene in Which one or tWo non-adjacent 
CH2 groups is replaced in each case by O or S, 
1,4-cyclohexenylene or naphthalene-2,6-diyl, 

Wherein these groups are unsubstituted, or mono- or 
polysubstituted by halogen, cyano, or nitro groups or 
alkyl, alkoxy or alkanoyl groups having 1 to 7 C 
atoms Wherein one or more H atoms are in each case 

optionally replaced by F or Cl, 
Z1 and Z2 are each independently iCOOi, 
iOCOi, iCH2CH2i, ADCHZi, iCHzOi, 
iCH=CHi, 4CECi, iCH=CH%OOi, 
iOCO4CH=CHi or a single bond, 

m is 0, 1 or 2, 
and 
R is an alkyl radical With up to 25 C atoms Which is 

unsubstituted, or is mono- or polysubstituted by halo 
gen or CN, it being also possible for one or more 
non-adjacent CH2 groups to be replaced, in each case 
independently from one another, by 40*, iSi, 
iNHi, iN(CH3)i, iCOi, iCOOi, 
ADCOi, ADCOiOi, iSiCOi, iCOiSi 
or iCECi in such a manner that oxygen atoms are 

not linked directly to one another, or 
R is halogen cyano or has independently one of the 

meanings given for Pi(SpiX)ni. 
17. An optical retardation ?lm according to claim 11, 

Wherein P is CH2=CW4COOi, WCH=CHiOi, 

or CH2=CH-Phenyl-(O)ki, W is H, CH3 or Cl, k is 0 or 1, 
and Sp is a linear or branched alkylene group having 1*20 
C atoms in Which, optionally one or more non-adj acent CH2 
groups is in each case replaced by 40*, iSi, iNHi, 
iN(CH3)i, iCOi, iOiCOi, iSiCOi, 
iOiCOOi, iCOiSi, iCOiOi, iCH 
(halogen)i, 4CH(CN)i, iCH=CHi or iCECi. 

18. A combination of optical elements according to claim 
1, Wherein said mixture of polymeriZable mesogenic mate 
rial further comprises one or more surface active com 
pounds. 

19. An optical retardation ?lm according to claim 7, 
Wherein said mixture of polymeriZable mesogenic material 
further comprises one or more surface active compounds. 

20. A mixture of polymeriZable mesogenic material 
according to claim 14, further comprising one or more 
surface active compounds. 

21. A combination of optical elements according to claim 
1, Wherein said at least one layer of anisotropic polymeric 
has an optical symmetry axis With a tilt angle, relative to the 
plane of the layer, of 0°*15°. 

20 

25 

30 

35 

40 

45 

50 

55 

60 

65 

26 
22. A combination of optical elements according to claim 

1, Wherein said at least one layer of anisotropic polymeric 
has an optical symmetry axis With a tilt angle, relative to the 
plane of the layer, of 0°*10°. 

23. A combination of optical elements according to claim 
1, Wherein said at least one layer of anisotropic polymeric 
has an optical symmetry axis With a tilt angle, relative to the 
plane of the layer, of 0°*5°. 

24. A combination of optical elements according to claim 
1, Wherein said reactive mesogens are compounds of for 
mula I 

Pi(SpiX)niMGiR I 

Wherein 

P is a polymeriZable group, 

Sp is a spacer group having 1 to 20 C atoms, 

X is a group selected from 40*, isi, 4cOi, 
ACQOi, iOCOi, AOCOOi or a single bond, 

n is 0 or 1, 

MG is a group according to formula II 

wherein 
A1, A2 and A3 are independently from each other 

1,4-phenylene, 1,4-phenylene in Which one or more 
CH groups is replaced by N, 1,4-cyclohexylene, 
1,4-cyclohexylene in Which one or tWo non-adjacent 
CH2 groups is replaced in each case by O or S, 
1,4-cyclohexenylene or naphthalene-2,6-diyl, 

Wherein these groups are unsubstituted, or mono- or 
polysubstituted by halogen, cyano, or nitro groups or 
alkyl, alkoxy or alkanoyl groups having 1 to 7 C 
atoms Wherein one or more H atoms are in each case 

optionally replaced by F or Cl, 
Z1 and Z2 are each independently iCOOi, 
iOCOi, 4CH2CH2i, 4OCH2i, iCH2Oi, 
iCH=CHi, 4CECi, iCH=CHiCOOi, 
iOCO4CH=CHi or a single bond, 

m is 0, 1 or 2, 
and 

R is an alkyl radical With up to 25 C atoms Which is 
unsubstituted, or is mono- or polysubstituted by halo 
gen or CN, it being also possible for one or more 
non-adjacent CH2 groups to be replaced, in each case 
independently from one another, by iOi, iSi, 
iNHi, iN(CH3)i, iCOi, iCOOi, 
ADCOi, ADCOADi, iSiCOi, %OiSi 
or iCECi in such a manner that oxygen atoms are 

not linked directly to one another, or 

R is halogen, cyano or has independently one of the 
meanings given for Pi(SpiX)ni_ 

25. A combination for optical elements according to claim 
24, Wherein P is CH2=CW%OOi, WCH=CHiOi, 

or CH2=CH-Phenyl-(O)ki, W is H, CH3 or Cl, k is 0 or 1, 
and Sp is a linear or branched alkylene group having 1*20 
C atoms in Which, optionally one or more non-adj acent CH2 
groups is in each case replaced by iOi, iSi, iNHi, 
iN(CH3)i, iCOi, iOiCOi, iSiCOi, 
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iOiCOOi, iCOiSi, iCOiOi, iCH 
(halogen)i, 4CH(CN)i, iCH=CHi or iCECi. 

26. An optical retardation ?lm according to claim 16, 
wherein P is CH2=CW4COOi, WCH=CHiOi, 

or CH2=CH-Phenyl-(O)ki, W is H, CH3 or Cl, k is 0 or 1, 
and Sp is a linear or branched alkylene group having li20 
C atoms in Which, optionally one or more non-adj acent CH2 
groups is in each case replaced by 40*, iSi, iNHi, 
iN(CH3)i, iCOi, iOiCOi, iSiCOi, 
iOiCOOi, iCOiSi, iCOiOi, iCH 
(halogen)-, 4CH(CN)i, iCH=CHi or 4CECi. 

27. A mixture of polymeriZable material according to 
claim 14, Wherein P is CH2=CW4COOi, WCH=CHi 
of: 

or CH2=CH-Phenyl-(O)ki, W is H, CH3 or Cl, k is 0 or 1, 
and Sp is a linear or branched alkylene group having li20 
C atoms to Which, optionally one or more non-adj acent CH2 
groups is in each case replaced by 40*, iSi, iNHi, 
iN(CH3)i, iCOi, iOiCOi, iSiCOi, 
iOiCOOi, iCOiSi, iCOiOi, iCH 
(halogen)-, 4CH(CN)i, iCH=CHi or 4CECi. 

28. A combination of optical elements according to claim 
1, Wherein said optical retardation ?lm provides a retarda 
tion of 50*250 nm. 

29. A combination of optical elements according to claim 
28, Wherein said optical retardation ?lm has a thickness of 
0.2i30 um. 

30. A retardation ?lm according to claim 7, Wherein said 
optical retardation ?lm provides a retardation of 50*250 nm. 

31. A retardation ?lm according to claim 7, Wherein said 
optical retardation ?lm has a thickness of 0.2i30 um. 

32. An optical retardation ?lm according to claim 11, 
Wherein the mixture of the polymeriZable mesogenic mate 
rial consists essentially of components 

a1) 15 to 99% by Weight of at least one mesogen accord 
ing to formula I having one polymerization functional 
group, 

a2) 0 to 90% by Weight of at least one mesogen according 
to formula I having tWo or more polymeriZable func 
tional groups, 

b) 0.01 to 5% by Weight of an initiator, 
c) 0 to 20% by Weight of a non-mesogenic compound 

having tWo or more polymeriZable functional groups, 

d) 0 to 1000 ppm of a stabiliZer, and 
e) 0 to 5% by Weight of a chain transfer agent. 
33. A ?lm of claim 32, Wherein the amount of component 

a2 is 0%. 
34. A mixture of polymeriZable mesogenic material com 

prising components 
al) 40 to 99% by Weight of at least one mesogen accord 

ing to formula I having one polymerization functional 
group, 

Pi(SpiX)niMGiR I 
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Wherein 
P is a polymeriZable group, 
Sp is a spacer group having 1 to 20 C atoms, 
X is a group selected from iOi, iSi, 4COi, 
iCOOi, 4OCOi, 4OCOOi or a single bond, 

n is 1, 
MG is a group according to formula II 

Wherein 
A1, A2 and A3 are independently from each other 

l,4-phenylene, l,4-phenylene in Which one or 
more CH groups is replaced by N, 1,4 
cyclohexylene, l,4-cyclohexylene in Which one or 
tWo non-adjacent CH2 groups is replaced in each 
case by O or S, l,4-cyclohexenylene or 
naphthalene-2,6-diyl, Wherein these groups are 
unsubstituted, or mono- or polysubstituted by 
halogen, cyano, or nitro groups or alkyl, alkoxy or 
alkanoyl groups having 1 to 7 C atoms Wherein 
one or more H atoms are in each case optionally 

replaced by F or Cl, 
Z1 and Z2 are each independently iCOOi, 
iOCOi, iCHzCHzi, iOCHzi, 
iCHzOi, iCH=CHi, iCECi, 
%H=CHiCOOi, iOCO%H=CHi or a 
singlebond, 

m is 0, l or 2, and 
R is an alkyl radical With up to 25 C atoms Which is 

unsubstituted, or is mono- or polysubstituted by 
halogen or CN, it being also possible for one or more 
non-adj acent CH2 groups to be replaced, in each case 
independently from one another, by 40*, iSi, 
iNHi, iN(CH3)i, iCOi, iCOOi, 
iOCOi, iOCOADi, iSiCOi, iCOi 
Si or 4CECi in such a manner that oxygen 
atoms are not linked directly to one another, or 

R is halogen or cyano, 

a2) >0 to 90% by Weight of at least one mesogen 
according to formula I' having tWo or more polymer 
iZable functional groups, 

Pi(SpiX)niMGi(XiSp)niP I’ 

Wherein P, Sp, X, n, and MG are each independently as 
de?ned above, 

b) 0.01 to 5% by Weight of an initiator, 
c) 0 to 20% by Weight of a non-mesogenic compound 

having tWo or more polymeriZable functional groups, 

d) 0 to 1000 ppm of a stabiliZer, and 
e) 0 to 5% by Weight of a chain transfer agent. 
35. A mixture of claim [33] 34, Wherein said mixture 

contains tWo to eight different mesogens of formula I having 
one polymeriZable group. 

36. Amixture of claim 34, Where Wherein P is in each case 
independently CH2=CWiCOOi, WCH=CHiOi, 
CH2=CH-Phenyl-(O)ki, or 

O 
/ \ 

WHC—CH— 

W is H, CH3 or Cl, k is 0 or 1, and 
Sp is a linear or branched alkylene group having li20 C 

atoms in Which, optionally one or more non-adjacent 














