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(57) ABSTRACT 

An automobile paint ?lm-protective sheet comprising a sub 
strate having formed on one side thereof a rubber-based 

pressure-sensitive adhesive having a dynamic modulus of 
from 2><105 to 7><106 dyne/cm2 at 60° C. 
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AUTOMOBILE PAINT FILM-PROTECTIVE 
SHEET 

Matter enclosed in heavy brackets [ ] appears in the 
original patent but forms no part of this reissue speci?ca 
tion; matter printed in italics indicates the additions 
made by reissue. 

This is a continuation of application Ser. No. 07/ 900,293 
?led Jun. 18, 1992 now abandoned. 

FIELD OF THE INVENTION 

The present invention relates to an automobile paint ?lm 
protective sheet which is hard to cause a paint ?lm deforma 
tion and suitable for use in the surface protection of automo 
tive bodies and other parts. 

BACKGROUND OF THE INVENTION 

An effective measure is desired to prevent automobile 
paint ?lms from suffering damages, dulling, discoloration, 
and other defects due to various suspended or impinging 
matters such as dust particles and raindrops. Such paint ?lm 
protection is necessary, for example, in the case of loading 
painted automobiles or automotive parts into trucks or ships 
and transporting these to remote places such as overseas. 

A method of covering painted automobiles or automotive 
parts with a 5*20 um-thick coating comprising a wax has 
been known as a measure for such paint ?lm protection. 
However, this method has had, for example, the following 
various problems. It is dif?cult to form a wax coating at a 
uniform thickness, so that uniform protection of the paint 
?lm cannot be obtained; wax coatings are prone to be fouled 
and have poor resistance to acid rain; part of the wax may 
penetrate into the paint ?lm to cause discoloration or other 
defects; formation of a wax coating and removal thereof 
require much labor; and use of solvents and treatment of 
waste liquids are apt to lead to environmental problems. 
On the other hand, various kinds of surface-protective 

sheets are known which comprise a substrate and a pressure 
sensitive adhesive layer formed thereon. Of these, a protec 
tive sheet comprising a radiation-curable pressure-sensitive 
adhesive layer having a lowered glass transition point has 
been proposed for use on adherends having a paint ?lm (J P 
A-2-199184). (The term “JP-A” as used herein means an 
“unexamined published Japanese patent application”.) 

The above surface-protective sheet, however, has been 
defective in that preparation of a radiation-curable pressure 
sensitive adhesive used to form the pressure-sensitive adhe 
sive layer requires a complicated and special technique. In 
addition, the protective sheet has had other problems that the 
pressure-sensitive adhesive layer obtained shows poor adhe 
sion strength and that the pressure-sensitive adhesive layer 
has poor heat resistance, probably because the adhesive 
layer has been made to have a lowered glass transition point 
to impart a particular performance required in paint ?lm 
protective sheets, i.e., preventing the deformation of the 
paint ?lm. Due to such a pressure-sensitive adhesive layer, 
application of the protective sheet to automobiles has had a 
problem that the adhesion strength of the sheet applied to an 
automobile increases with increasing temperature during 
outdoor transportation, etc., making stripping of the sheet 
dif?cult. Thus, the proposed surface-protective sheet has 
been unsatisfactory in basic performance. 

SUMMARY OF THE INVENTION 

An object of the present invention is to provide an auto 
mobile paint ?lm-protective sheet which has an excellent 
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2 
ability to maintain the initial adhesion strength thereof even 
when exposed to temperature-rising conditions due to, for 
example, outdoor transportation of automobiles covered 
with the protective sheet, which retains an excellent balance 
between protective properties due to good adhesion and 
strippability over a long period of time, and which is hard to 
cause the paint ?lm covered with the sheet to suffer a 
deformation, such as formation of a gap as illustrated in the 
FIGURE. The FIGURE illustrates minute deformations 21 
formed in an automobile paint ?lm 2 near the boundaries 
between the area to which a paint ?lm-protective sheet 1 
comprising a substrate 11 and a pressure-sensitive adhesive 
layer 12 is bonded and the area not covered with the protec 
tive sheet 1. Such minute deformations can usually appear 
when a paint ?lm-protective sheet is applied to a paint ?lm 
and allowed to stand for about 10 hours at a temperature 
slightly lower than the heat distortion temperature of the 
paint ?lm, and the depth (d) of gaps such as a depression 
projection deformation generally is about from 0.1 to 0.5 
pm. 

The present invention provides an automobile paint ?lm 
protective sheet comprising a substrate having formed on 
one side thereof, a rubber-based pressure-sensitive adhesive 
having a dynamic modulus of from 2><105 to 7><106 dyne/ 
cm2 at 600 C. 

The present invention further provides an automobile 
paint ?lm-protective sheet comprising a substrate having 
formed on one side thereof a pressure-sensitive adhesive 
layer which is obtained by blending either from 0.005 to 0.5 
part by weight of a silicone oil or from 0.01 to 2 parts by 
weight of an acrylic polymer having a weight-average 
molecular weight of from 1,000 to 50,000 with 100 parts by 
weight of a rubber-based pressure-sensitive adhesive. 

According to the present invention, by using a rubber 
based pressure-sensitive adhesive having a dynamic modu 
lus of from 2><105 to 7><106 dyne/cm2 at 600 C., the paint 
?lm-protective sheet not only is hard to suffer a change in 
adhesion strength due to the good heat resistance of the 
pressure-sensitive adhesive layer even under temperature 
rising conditions during outdoor transportation, etc., but also 
have excellent two basic performances of protective proper 
ties due to good adhesion and strippability and retain a good 
balance between the two basic performances over a long 
period of time. Further, by blending a silicone oil or an 
acrylic polymer having a molecular weight in the speci?c 
range with a rubber-based pressure-sensitive adhesive, the 
adhesion strength of the pressure-sensitive adhesive to paint 
?lms can be reduced and regulated in a proper range. Due to 
this and because of the good heat resistance of the rubber 
based pressure-sensitive adhesive used, the adhesion 
strength of the protective sheet applied to painted automo 
biles or automotive parts is effectively prevented from 
increasing even when the protective sheet is exposed to 
temperature-rising conditions due to outdoor transportation 
or by other factors. As a result, adhesive remaining and paint 
?lm deformations such as gap formation, particularly at the 
edge parts of the protective sheet, can be avoided; such 
troubles and defects have been involved by the use of con 
ventional protective sheets due to differences in expansion 
and contraction degree between the paint ?lm and the pro 
tective sheet with changing temperature. 

BRIEF DESCRIPTION OF THE DRAWING 

The FIGURE is a sectional view showing minute defor 
mations formed in an automobile paint ?lm covered with a 
conventional paint ?lm-protective sheet. 
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DETAILED DESCRIPTION OF THE INVENTION 

The automobile paint ?lm-protective sheet of the present 
invention comprises a substrate having formed on one side 
thereof a rubber-based pressure-sensitive adhesive layer 
Which may contain a silicone oil or a loW molecular Weight 
acrylic polymer, if required and necessary. The adhesion 
strength of the protective sheet to automobile paint ?lms 
preferably is from 100 to 1,000 g/20 mm, and preferably 
from 130 to 700 g/20 mm. If the protective sheet has an 
adhesion strength outside the above range, there are cases 
Where the protective sheet applied on an automobile peels 
off the adherend during transportation of the automobile or 
the protective sheet cannot be stripped smoothly after trans 
portation of the sheet-covered automobile. 

The rubber-based pressure-sensitive adhesive used in the 
present invention needs not be of a curable type. It is, 
hoWever, preferred that the pressure-sensitive adhesive has a 
dynamic modulus of from 105 to 107 dyne/cm2 at 600 C. 
from the standpoint of preventing adhesive remaining or 
paint ?lm deformations such as gap formation, from occur 
ring at the edge parts of the protective sheet due to its 
changes such as expansion and contraction With changing 
temperature. In particular, in the case of neither a silicone oil 
nor a loW molecular Weight acrylic polymer is blended, it is 
necessary for the rubber-based pressure-sensitive adhesive 
to have a dynamic modulus of from 2><105 to 7><106 dyne/ 
cm2 at 600 C. 

Preferred examples of the rubber-based pressure-sensitive 
adhesive include those comprising a rubber-type polymer 
such as natural rubber, polyisobutylene, an A-B-A type 
block polymer, or the like, and optionally a tacki?er or a 
softener Which imparts the desired dynamic modulus. The 
rubber-based pressure-sensitive adhesive may contain suit 
able ?llers and additives such as a pigment, anti-oxidant, and 
stabiliZer. 
From the standpoints of preventing the adhesive strength 

from increasing With the lapse of time and avoiding adhesive 
remaining, minute deformations of the paint ?lm, etc., it is 
particularly preferred to use a rubber-based pressure 
sensitive adhesive having an SP value Which is different 
from that of the paint ?lm by 1 or more, especially 1.5 or 
more. From the standpoint of stably maintaining the adhe 
sive performance over a long period of time, preferred 
examples of the rubber-type polymer include isobutylene 
based polymers Which do not have unsaturated bond and are 
not curable, and A-B-A type block copolymers comprising a 
polystyrene block, an ethylene-butylene copolymer block, 
and a polystyrene block. 
As the tacki?er and softener, suitable materials may be 

used, but materials having good compatibility With the 
rubber-type polymer are preferred. Generally employed 
tacki?ers include hydrocarbon resins, alkylphenol resins, 
and terpene results. Generally employed softeners include 
loW molecular Weight polyisobutylene, in the case Where the 
rubber-type polymer is polyisobutylene, and paraf?n oils, in 
the case Where the rubber-type polymer is an A-B-A type 
block polymer. 

If required and necessary, a silicone oil or a loW molecular 
Weight acrylic polymer is added to the rubber-based 
pressure-sensitive adhesive for the purpose of reducing the 
adhesion strength of the pressure-sensitive adhesive and pre 
venting the adhesion strength from increasing With increas 
ing temperature thereby to make the protective sheet hard to 
cause a paint ?lm deformation such as gaps. Such adhesive 
strength control by the addition of a silicone oil or a loW 
molecular Weight acrylic polymer is considered to be attrib 
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4 
utable to migration of the silicone oil or acrylic polymer, 
both of Which shoW poor adhesion and are thermally 
inactive, to the surface of the pressure-sensitive adhesive 
layer (the interface betWeen the pressure-sensitive adhesive 
layer and the paint ?lm) due to, for example, the poor com 
patibility of the silicone oil or acrylic polymer With the 
rubber-based pressure-sensitive adhesive. 

Examples of the silicone oil include dimethylpolysiloxane 
of the folloWing formula [I], methylphenylpolysiloxane of 
the folloWing formula [II], methylhydrogenpolysiloxane of 
the folloWing formula [III], or the like. Further, modi?ed 
silicone oils obtained by incorporating various functional 
groups into these polysiloxanes to improve solubility in 
Water, compatibility, reactivity, or other properties can also 
be used. Examples thereof include epoxy-modi?ed silicone 
oils, alkyl-modi?ed silicone oils, amino-modi?ed silicone 
oils. carboxyl-modi?ed silicone oils, alcohol-modi?ed sili 
cone oils, ?uorine-modi?ed silicone oils, alkyl-aralkyl 
polyether-modi?ed silicone oils, epoxy-polyether-modi?ed 
silicone oils, and polyether-modi?ed silicone oils. 

Formula [I]: 

CH3 CH3 CH3 

CH3—Si—O si—o i1—CH3 
1H, 1H, 1H, 

Formula [II]: 

CH3 CH3 CH3 CH3 

CH3—ii—O Si—O Si—O Si—CH3 

CH3 CH3 X i CH3 
y 

Formula [III]: 

CH3 CH3 CH3 

CH3—ii—O si—o S1—CH3 
CH3 H C|H3 

Speci?c examples of the above-described silicone oil 
include the folloWing materials Which all are trade names: 

SH-200, SH-203, SH-340, SH-3746, SF-8411, SF-8417, 
SF-8418, SP-8419, SF-8421, SF-8427, FS-1265, 
(manufactured by Toray Silicone Co., Ltd., Japan), TSF-400, 
TSF-401, TSP-4300, TSF-4445, TSF-4446, TSP-4452, TSF 
4460, TSF-4700 (manufactured by Toshiba Silicone Co., 
Ltd., Japan), KP-301, KP-310, KP-316, KP-321, KP-322, 
KP-330, KP-354, and KP-390 (manufactured by Shin-Etsu 
Chemical Co., Ltd., Japan). 
The amount of the silicone oil added is from 0.005 to 0.5 

part by Weight, preferably 0.01 to 0.2 parts by Weight, per 
100 parts by Weight of the rubber-based pressure-sensitive 
adhesive. If the amount of the silicone oil added is beloW 
0.005 part by Weight, a su?icient effect cannot be produced 
and the adhesion strength of the pressure-sensitive adhesive 
is not loWered satisfactorily. If the amount thereof exceeds 
0.5 part by Weight, there are cases Where the adhesion 
strength of the pressure-sensitive adhesive is reduced exces 
sively. 
On the other hand, the acrylic polymer used in the present 

invention is a polymer having a Weight-average molecular 
Weight of from 1,000 to 50,000. Examples thereof include 
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liquid acrylic polymers having a structural unit represented 
by the following formula: 

H R1 

| | 2 
H COOR 

wherein R1 is hydrogen or methyl and R2 is an alkyl group 
having from 1 to 18 carbon atoms. 

Such acrylic polymers can be produced by, for example, 
polymerizing one or more alkyl esters of acrylic or meth 
acrylic acid having from 1 to 18 carbon atoms in the alkyl 
moiety, such as ethyl acrylate, n-, i-, or t-butyl acrylate, 
2-ethylhexyl acrylate, and 2-ethylhexyl methacrylate, and if 
required and necessary, other monomer(s), by solution poly 
mer‘iZation. 

In the present invention, a liquid acrylic polymer having a 
glass transition point of 0° C. or less is preferably used, 
Which is obtained using, as the major monomer component, 
a monomer that forms a soft polymer having a glass transi 
tion point of from —20° to 65° C. Speci?c examples of the 
liquid acrylic polymer include commercially available prod 
ucts such as Moda?oW (manufactured by Monsanto 
Company), Poly?oW S, Poly?oW No. 9 (both manufactured 
by Kyoeisha Chemical Co., Ltd., Japan), and Dispalon 
#1970 (manufactured by Kusumoto Chemicals Ltd., Japan). 

The amount of the acrylic polymer added is from 0.01 to 2 
parts by Weight per 100 parts by Weight of the rubber-based 
pressure-sensitive adhesive. If the amount of the acrylic 
polymer added is beloW 0.01 part by Weight, a suf?cient 
effect cannot be produced and the adhesion strength of the 
pressure-sensitive adhesive is not loWered satisfactorily. If 
the amount thereof exceeds 2 parts by Weight, there are cases 
Where the adhesion strength of the pressure-sensitive adhe 
sive is reduced excessively. 
The protective sheet of the present invention can be pre 

pared by the conventional method such as a method in Which 
a solution of the pressure-sensitive adhesive in a solvent or a 
melt of the pressure-sensitive adhesive is coated on a 
substrate, or a method in Which a pressure-sensitive adhesive 
layer formed on a separator is transferred onto a substrate. 
The thickness of the pressure-sensitive adhesive layer to 
formed can be suitably determined. Generally, hoWever, the 
thickness is 200 pm or less, and preferably from 5 to 50 pm. 
If required and necessary, the pressure-sensitive adhesive 
layer formed on a substrate may be protected by temporarily 
covering With a separator, etc., until the protective sheet is 
subjected to practical use. 
As the substrate, a suitable material can be used. In 

general, a plastic ?lm, porous ?lm, paper, nonWoven fabric, 
or the like is used. The substrate generally has a thickness of 
300 pm or less, and preferably from 10 to 100 um. HoWever, 
the thickness of the substrate is not limited thereto. 

The automobile paint ?lm-protective sheet of the present 
invention is suitable for use in, for example, the surface pro 
tection of automotive bodies or parts covered With a paint 
?lm of the melamine-alkyd type, melamine-acrylic type, 
urethane type or the like, against impingement of minute 
particles to the adherends and against chemicals and other 
substances. In particular, the protective sheet can be advan 
tageously applied to automotive bodies or parts Which are 
exposed to temperature-rising conditions due to outdoor 
transportation or other factors or Which are surface-protected 
over a long period of time. 
As described above, the automobile paint ?lm-protective 

sheet according to the present invention is hard to cause the 
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6 
paint ?lm to suffer deformations such as gaps and is also 
hard to cause adhesive remaining When the protective sheet 
is stripped after use. Furthermore, the protective sheet has an 
excellent ability to maintain its initial adhesion strength even 
under temperature-rising conditions and retains an excellent 
balance betWeen protective properties over a long period of 
time due to good adhesion and strippability. 
The present invention Will be explained beloW in more 

detail by reference to the folloWing examples, but the inven 
tion is not construed as being limited thereto. Unless other 
Wise indicated, all percents, parts, ratios and the like are by 
Weight. 

EXAMPLE 1 

A toluene solution of a rubber-based pressure-sensitive 
adhesive comprising a mixture of 50 parts of a polyisobuty 
lene having a viscosity-average molecular Weight of 1,200, 
000 and 50 parts of a polyisobutylene having a viscosity 
average molecular Weight of 35,000 Was coated on a 40 
um-thick ?lm made of a polypropylene/polyethylene blend 
(Weight ratio; 1/ 9), and then dried at 120° C. for 3 minutes, 
thereby obtaining a protective sheet having a pressure 
sensitive adhesive layer having a dynamic modulus of 12x 
106 dyne/cm2 at 60° C. and a thickness of 10 pm. The 
dynamic modulus Was determined by a measurement With a 
Vibron tester at a frequency of 1 HZ (hereinafter the same). 

EXAMPLE 2 

A protective sheet Was obtained in the same manner as in 
Example 1 except that a rubber-based pressure-sensitive 
adhesive comprising a mixture of 25 parts of a polyisobuty 
lene having a viscosity-average molecular Weight of 1,200, 
000 and 75 parts of a polyisobutylene having a viscosity 
average molecular Weight of 35,000 Was used to form a 
pressure-sensitive adhesive layer having a dynamic modulus 
of4><105 dyne/cm2 at 60° C. 

EXAMPLE 3 

A protective sheet Was obtained in the same manner as in 
Example 1 except that a rubber-based pressure-sensitive 
adhesive consisting of only a polyisobutylene having a 
viscosity-average molecular Weight of 1,200,000 Was used 
to form a pressure-sensitive adhesive layer having a dynamic 
modulus of 3><106 dyne/cm2 at 60° C. 

EXAMPLE 4 

A protective sheet Was obtained in the same manner as in 
Example 1 except that a rubber-based pressure-sensitive 
adhesive comprising a mixture of 75 parts of a polyisobuty 
lene having a viscosity-average molecular Weight of 1,200, 
000 and 25 parts of a polyisobutylene having a viscosity 
average molecular Weight of 35,000 Was used to form a 
pressure-sensitive adhesive layer having a dynamic modulus 
of2.8><106 dyne/cm2 at 60° C. 

EXAMPLE 5 

A protective sheet Was obtained in the same manner as in 
Example 1 except that a rubber-based pressure-sensitive 
adhesive comprising a mixture of 100 parts of an A-B-A 
type block polymer comprising a polystyrene block, an eth 
ylenebutylene copolymer block, and a polystyrene block 
(Kraton G-1657, manufactured by Shell Kagaku K.K. 
Japan), and 40 parts of a hydrogenated petroleum resin 
(Arcon P-100, manufactured by ArakaWa Chemical 
Industries, Ltd.; hereinafter the same) Was used to form a 
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pressure-sensitive adhesive layer having a dynamic modulus 
of 5><106 dyne/cm2 at 60° C. 

EXAMPLE 6 

A protective sheet Was obtained in the same manner as in 
Example 1 except that a rubber-based pressure-sensitive 
adhesive comprising a mixture of 100 parts of an A-B-A 
type block polymer comprising of a polystyrene block, an 
ethylene-butylene copolymer block, and a polystryene block 
(Kraton G-1652), and 40 parts of the hydrogenated petro 
leum resin Was used to form a pressure-sensitive adhesive 
layer having a dynamic modulus of 6><106 dyne/cm2 at 60° 

EXAMPLE 7 

A toluene solution of a pressure-sensitive adhesive pre 
pared by adding 0.01 part of a silicone oil 
(dimethylpolysiloxane; SH-200) to 90 parts of a polyisobu 
tylene having a viscosity-average molecular Weight of about 
35,000 and a dynamic modulus of 3><105 dyne/cm2 at 60° C. 
and 10 parts of a polyisobutylene having a viscosity-average 
molecular Weight of 1,200,000 and a dynamic modulus of 
3><106 dyne/cm2 at 60° C. Was coated on a 40 um-thick ?lm 
made of a polypropylene/polyethylene blend (Weight ratio; 
9/1), and then dried at 120° C. for 3 minutes, thereby obtain 
ing a protective sheet having a pressure-sensitive adhesive 
layer With a thickness of 10 um. 

EXAMPLE 8 

A protective sheet Was obtained in the same manner as in 
Example 7 except that the amount of the silicone oil added 
Was charged to 0.3 part. 

EXAMPLE 9 

A protective sheet Was obtained in the same manner as in 
Example 7 except that a pressure-sensitive adhesive pre 
pared by adding 0.1 part of a silicone oil (alkyl-aralkyl 
polyether-modi?ed silicone oil; SF-8419) to 100 parts of a 
polyisobutylene having a viscosity-average molecular 
Weight of 1,200,000 and a dynamic modulus of 3><106 dyne/ 
cm2 at 60° C. Was used. 

EXAMPLE 10 

A protective sheet Was obtained in the same manner as in 
Example 9 except that the amount of the silicone oil added 
Was changed to 0.4 part. 

EXAMPLE 11 

A protective sheet Was obtained in the same manner as in 
Example 7 except that a pressure-sensitive adhesive pre 
pared by adding 02 part of a silicone oil (alkyl-modi?ed 
silicone oil; SH-230) to a rubber-based pressure-sensitive 
adhesive comprising a mixture of 100 parts of Kraton 
G-1657 and 40 parts of the hydrogenated petroleum resin 
and having a dynamic modulus of 5><106 dyne/cm2 at 60° C. 
Was used. 

EXAMPLE 12 

A toluene solution of a pressure-sensitive adhesive pre 
pared by adding 0.015 part of an acrylic polymer (Poly?oW 
No. 9) having a Weight-average molecular Weight of 30,000 
to 90 parts of a polyisobutylene having a viscosity-average 
molecular Weight of about 35,000 and a dynamic modulus of 
3><105 dyne/cm2 at 60° C. and 10 parts of a polyisobutylene 
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8 
having a viscosity-average molecular Weight of 1,200,000 
and a dynamic modulus of 3><106 dyne/cm2 at 60° C. Was 
coated on a 40um-thick ?lm made of a polypropylene/ 
polyethylene blend (Weight ratio; 1/9), and then dried at 
120° C. for 3 minutes, thereby obtaining a protective sheet 
having a pressure-sensitive adhesive layer With a thickness 
of 10pm. 

EXAMPLE 13 

A protective sheet Was obtained in the same manner as in 
Example 12 except that the amount of the acrylic polymer 
added Was changed to 0.3 part. 

EXAMPLE 14 

A protective sheet Was obtained in the same manner as in 
Example 12 except that a pressure-sensitive adhesive pre 
pared by adding 0.2 part of an acrylic polymer (Moda?oW) 
having a Weight-average molecular Weight of 37,000 to 100 
parts of a polyisobutylene having a viscosity-average 
molecular Weight of 1,200,000 and a dynamic modulus of 
3><106 dyne/cm2 at 60° C. Was used. 

EXAMPLE 15 

A protective sheet Was obtained in the same manner as in 
Example 14 except that the amount of the acrylic polymer 
added Was changed to 1.5 parts. 

EXAMPLE 16 

A protective sheet Was obtained in the same manner as in 
Example 12 except that a pressure-sensitive adhesive pre 
pared by adding 08 part of the acrylic polymer (Moda?oW) 
to a rubber-based pressure-sensitive adhesive comprising a 
mixture of 100 parts of Kraton G-1657 and 40 parts of the 
hydrogenated petroleum resin and having a dynamic modu 
lus of 5><106 dyne/cm2 at 60° C. Was used. 

COMPARATIVE EXAMPLE 1 

A protective sheet Was obtained in the same manner as in 
Example 1 except that a rubber-based pressure-sensitive 
adhesive consisting of only a polyisobutylene having a 
viscosity-average molecular Weight of 35,000 Was used to 
form a pressure-sensitive adhesive layer having a dynamic 
modulus of 1><105 dyne/cm2 at 60° C. 

COMPARATIVE EXAMPLE 2 

A protective sheet Was obtained in the same manner as in 
Example 1 except that a rubber-based pressure-sensitive 
adhesive consisting of Kraton G-1657 only Was used to form 
a pressure-sensitive adhesive layer having a dynamic modu 
lus of 9><106 dyne/cm2 at 60° C. 

EVALUATION TESTS 

Each of the protective sheets obtained in the Examples 
and Comparative Examples Was subjected to the folloWing 
tests. 

Adhesive remaining 
The protective sheet Was adhered at room temperature to a 

plate covered With an alkyd-melamine paint ?lm having a 
glass transition point of 95° C. The resulting plate Was 
placed in a chamber under high-temperature conditions, 
taken out therefrom, and then alloWed to stand at room tem 
perature for 3 hours. Subsequently, the protective sheet Was 
stripped off the plate, and the plate Was examined as to 
Whether part of the pressure-sensitive adhesive had been 
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remained on the plate surface especially around the area 
corresponding to the edge parts of the protective sheet. 

In the above procedure, the high-temperature conditions 
Were 80° C.><24 hours. 
Paint ?lm deformation 

The alkyd-melamine paint ?lm after the adhesive remain 
ing test described above Was visually examined as to 
Whether a gap had been formed in the paint ?lm especially 
around the area corresponding to the edge parts of the pro 
tective sheet. Gaps having a depth beloW 0.1 pm Were 
regarded as none, While gaps having a depth of 0.1 pm or 
more Were regarded as present: the FIGURE illustrates the 
depth (d) of a gap 21. 
Initial adhesion strength The protective sheet Was adhered to 
a plate covered With an alkyd-melamine paint ?lm having a 
glass transition point of 95° C. by moving a 2 kg rubber 
roller forWard and backward once on the protective sheet at a 
temperature as speci?ed beloW. The resulting plate Was 
alloWed to stand for a period of time as speci?ed beloW at the 
same temperature, and the protective sheet Was then peeled 
to measure the adhesion strength (180° peeling; peeling rate, 
300 mm/min). 

The temperature and the time for alloWing the plate to 
stand Were 23° C. and 30 minutes. 
Adhesion strength after exposure (Strippability) 

The protective sheet Was adhered to a plate covered With 
an alkyd-melamine paint ?lm having a glass transition point 
of 95° C. by moving a 2 kg rubber roller forWard and back 
Ward once on the protective sheet at a temperature as speci 
?ed beloW. The resulting plate Was exposed under conditions 
as speci?ed beloW, subsequently alloWed to stand at 23° C. 
for 30 minutes, and then examined for adhesion strength in 
the same manner as in the initial adhesion strength test 
above. 

For Examples 1 to 6 and Comparative Examples 1 and 2, 
the temperature Was 23° C. and the exposure Was conducted 
by 100 hour irradiation in a sunshine Weatherometer. For the 
remainder examples, the temperature Was 23° C. and the 
exposure Was conducted by 3 month outdoor Weathering in 
OkinaWa. 

The results obtained are shoWn in the Table beloW. 

TABLE 1 

Adhesion strength g/20 mm 

Adhesive Paint ?lm After 
remaining deformation Initial exposure 

Ex. 1 None None 450 560 
Ex. 2 None None 560 620 
Ex. 3 None None 150 580 
Ex. 4 None None 200 580 
Ex. 5 None None 270 400 
Ex. 6 None None 230 350 
Ex. 7 None None 800 810 
Ex. 8 None None 400 420 
Ex. 9 None None 290 300 
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TABLE 1-continued 

Adhesion strength g/20 mm 

Adhesive Paint ?lm After 
remaining deformation Initial exposure 

Ex. 10 None None 150 180 
Ex. 11 None None 200 210 
Ex. 12 None None 750 790 
Ex. 13 None None 250 300 
Ex. 14 None None 220 240 
Ex. 15 None None 60 95 
Ex. 16 None None 130 150 
Comp. Present None Cohesive Measurement 
Ex. 1 failure impossible 
Comp. None Present 35 160 
Ex. 2 

While the invention has been described in detail and With 
reference to speci?c embodiments thereof, it Will be appar 
ent to one skilled in the art that various changes and modi? 
cations can be made therein Without departing from the spirit 
and scope thereof. 
What is claimed is: 
1. A sheet for protecting a melamine-alkyd, melamine 

acrylic or urethane automotive paint ?lm Wherein said sheet 
comprises a plastic substrate having a thickness of 10 to 100 
um made of a polypropylene and polyethylene blend and 
having formed on one side thereof a layer of a rubber-based 
pressure-sensitive adhesive having a SP value of at least 1 
larger or smaller than the automotive paint ?lm, a dynamic 
modulus of from 4><105 to 3><106 dyne/cm2 at 60° C., an 
adhesion strength of 100 to 1,000 g/20 mm and a thickness 
of 5 to 50 um, said adhesive comprising an isobutylene 
based polymer Which is not curable, Whereby said sheet has 
a ratio of (i) adhesion strength at 23° C. after exposure for 
100 hours in a sunshine Weatherometer to (ii) initial adhe 
sion strength of from 1.01 to 3.86. 

2. A sheet as claimed in claim 1, Wherein the rubber-based 
pressure-sensitive adhesive contains 0.005 to 0.5 part by 
Weight of a silicone oil per 100 parts by Weight of the rubber 
based pressure-sensitive adhesive. 

3. A sheet as claimed in claim 2, Wherein the silicone oil is 
dimethylpolysiloxane, methylphenylpolysiloxane, methyl 
hydrogenpolysiloxane or modi?ed products thereof. 

4. A method for protecting an automobile paint ?lm, 
Which comprises covering a surface of the automobile paint 
?lm With a sheet for protecting an automobile paint ?lm 
comprising a plastic substrate having a thickness of 10 to 
100 um made of a polypropylene and polyethylene blend 
and having formed on one side thereof a layer of a rubber 
based pressure sensitive adhesive having a SP value of at 
least 1 larger or smaller than that of the automobile paint 
?lm, a dynamic modulus of from 4><105 to 3><106 dyne/cm2 
at 60° C. an adhesion strength of 100 to 1,000 g/20 mm and a 
thickness of 5 to 50 p.m[m], said adhesive composition com 
prising an isobutylene-based polymer Which is not curable, 
Whereby said sheet has a ratio of (i) adhesion strength at 23° 
C. after exposure for 100 hours in a sunshine Weatherometer 
to (ii) initial adhesion strength of from 1.01 to 3.86. 

* * * * * 


