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(57) ABSTRACT 

Optical ?ller Which is adapted to prevent the re?ection of 
external light and improve a signal level of a signal sent from 
a display device by preventing attenuation thereof, and 
Which is further adapted to prevent a change in hue of an 
image and to improve the hue, contrast and brightness of an 
image, thereby enhancing visibility. First, a liquid crystal 
display device (1) outputs light Which is linearly polarized 
light. First linearly polarizing plate (2) is mounted in the 
?ller in such a manner as to be adjusted to an axis of polar 
ization of the linearly polarized light. Namely, the light out 
putted from the liquid crystal display device (1) passes 
through the ?rst linearly polarizing plate (2) Without being 
changed. The light passing through the ?rst linearly polariz 
ing plate (2) is then changed by a ?rst quarter-Wave phase 
difference plate (11) into circularly polarized light so that the 
phase difference between extraordinary light and ordinary 
light is (1/4) of the Wavelength. Subsequently, light passes 
through a transparent touch panel (12) and further propa 
gates through a second quarter-Wave phase difference plate 
(7). At that time, a phase difference therebetWeen is caused 
by (—1/4) of the Wavelength of the light in Which the phase 
difference of (1/4) of the Wavelength has been caused. Thus, 
When passing through the touch panel(12), the light is 
changed into linearly polarized light. Then, the light, Which 
has propagated through the transparent touch panel (12) and 
the second quarter-Wave phase difference plate (7), passes 
through the second linearly polarizing plate (6). 

13 Claims, 10 Drawing Sheets 
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PANEL AND LCD ARE PARALLEL 

RIGHT LEFT ABOVE BELOW 

ANGLE v-vALuE Aa*b* Y-VALUE Aa*b* Y-VALUE Aa*b* Y-vALuE Aa*b* 

0 80.65 9.65 31 .07 9.45 30.23 8.58 79.14 3.55 

1° 31 .00 9.73 31.12 9.53 30.40 8.67 76.40 9.07 

22 79.49 10.53 79.53 10.34 73.07 9.50 76.32 10.05 

.34 69.84 13.77 71.91 13.16 69.93 13.05 67.39 13.62 

41 62.55 16.27 60.48 17.44 58.47 17.14 59.19 16.42 

57 32.73 29.13 33.07 29.00 29.61 26.67 32.62 25.41 
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DISPLAY DEVICE WITH A TRANSPARENT 
OPTICAL FILTER 

Matter enclosed in heavy brackets [ ] appears in the 
original patent but forms no part of this reissue speci?ca 
tion; matter printed in italics indicates the additions 
made by reissue. 

BACKGROUND OF THE INVENTION 

1. Field of the Invention 
The present invention generally relates to an optical ?lter 

mounted on the screen of a display adapted to emit linearly 
polarized light and, more particularly, to an optical ?lter 
disposed on a transparent touch panel or the like, Which is 
mounted on a liquid crystal display apparatus. 

2. Description of the Related Art 
In recent years, among portable information devices such 

as a personal digital assistant (PDA), an electronic notebook 
(or pocketbook), a Word processor, a notebook personal 
computer and a remote control device, a car navigation 
system, a bank terminal (for example, a cash dispenser), 
Internet Kiosks, and o?ice automation (OA) equipment (for 
instance, point-of-sales (POS) terminals, facsimile (FAX) 
and copying machines), such devices of the type that utilize 
liquid crystals have been in increasing demand. Moreover, 
such devices of the type that further utilize transparent touch 
panels have been on the increase. 

There have been the following three types of conventional 
transparent touch panels Which are classi?ed according to 
the kinds of materials of tWo composing layers thereof: 

(0t) (Film+Film) type; 
([3) (Film+Glass) type; and 
(y) (Glass+Glass) type. 
Method of preventing the re?ection of external light (or 

ambient light) to be employed by each of such conventional 
transparent touch panels is determined in accordance With 
the material (?lm or glass) of an operating section (or layer). 
Thus, the conventional transparent touch panels Will be 
described hereinbeloW by being classi?ed according to the 
material of the operating section thereof. 

First, the case, in Which the material of the operating sec 
tion of a touch panel is a ?lm (namely, is of the aforemen 
tioned type (0t) or (6)), Will be described hereunder. As the 
method of preventing the re?ection of external light, there 
have been developed a method of performing a non-glare 
treatment on the surface of a ?lm of the operating section, 
and another method of applying AR (anti-re?ective) coating 
to the surface of a ?lm of the operating section. 

(i) In the case of employing the method of performing the 
non-glare treatment on the surface of the ?lm of the operat 
ing section, external light is dispersed or scattered by 
embossing, printing and applying a coating thereon and thus 
realizing a rugged surface of the ?lm of the operating sec 
tion. 

(ii) Further, in the case of applying AR coating on the 
surface of the ?lm of the operating section, the ?lm is coated 
With a large number of layers respectively made of materials, 
such as SiO2 and MgF2 Which are different in refractive 
index from one another. Thus, the re?ection of external light 
in a visible range can be prevented. This utilizes the proper 
ties that the re?ection of light occurs on the boundary sur 
face of a substance and that When the light is incident from a 
substance having a small refractive index upon another sub 
stance having a large refractive index. 

Next, the case, in Which the material of the operating sec 
tion is glass (namely, the aforementioned type (y), Will be 
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2 
described hereinbeloW. In this case, as the method of pre 
venting the re?ection of external light on the touch panel, 
there have been devised a method of etching the surface of 
glass of the operating section, a method of sticking a special 
?lm to the surface of a glass layer of the operating section, a 
method of applying AR coating to the surface of glass of the 
operating section and a method of af?xing an ordinary (non 
polarizing) ?lter to the surface of the operating section. 

(iii) In the case of the method of etching the surface of a 
glass layer of the operating section, external light is dis 
persed by realizing an uneven surface of the glass layer by 
etching thereof. This method utilizes similar properties as 
utilized in the case (i). 

(iv) In the case of sticking a special ?lter to the surface of 
the glass layer of the operating section, a protecting ?lm, the 
surface of the glass layer of Which undergoes an embossing 
and a non-glare treatment, is stuck thereto. This method is 
similar to a method of sticking a smoke sheet (or ?lm) to a 
WindoW of a vehicle. 

(v) In the case of the method of applying AR coating to the 
surface of the glass layer of the operating section, the glass 
layer of the operating section is coated With a large number 
of stacked layers Which are different in refractive index from 
one another, similarly as in the aforementioned case (ii). 
Thus, the re?ection of light in the visible range is prevented. 

(vi) In the case of a?ixing an ordinary ?lter to the surface 
of the operating section, external light re?ected by the sur 
face of the glass layer of the operating section is return light. 
Thus, if the transmittance (or transmissivity) of the ordinary 
non-polarizing ?lter is 40%, the intensity of the re?ected 
light is obtained by 0.4><0.4=0.16, and is, therefore, attenu 
ated. 

In addition to the aforementioned methods, in the case 
that the material of the operating section (namely, in the 
aforementioned case (y), there have been developed a 
method of using a linearly polarizing plate, and a method of 
using a circularly polarizing plate Which is a combination of 
a linearly polarizing plate and a phase difference plate. 

(vii) Method of using the linearly polarizing plate is to 
prevent the re?ection of external light by sticking the lin 
early polarizing plate to the surface of the glass layer of the 
operating section. 

FIG. 11 schematically shoWs the con?guration of a trans 
parent touch panel using a linearly polarizing plate, Which is 
mounted on the screen of a liquid crystal display device 
(LCD). Linearly polarizing plate 6 is stuck to the surface of a 
glass layer (an upper tin doped indium oxide (ITO) glass 
layer) of the operating section 4. 

Transmissivity of the linearly polarizing plate 6 is usually 
not more than 45%. Thus, the intensity of the re?ected light 
is obtained by o.45><0.45z0.2, namely, attenuated in such a 
manner as to become not more than 0.2. 

(viii) Method of using the circularly polarizing plate, a 
combination of a linearly polarizing plate and a phase differ 
ence plate is stuck to the glass layer of the operating section. 
Thus, the re?ection of external light is prevented. 

FIG. 12 schematically shoWs the con?guration of a trans 
parent touch panel using a circularly polarizing plate, 
mounted on the screen of a liquid crystal device. 

Circularly polarizing plate 8 is stuck to a glass layer 
(namely, an upper ITO glass layer) 4. Circularly polarizing 
plate 8 is a combination of a linearly polarizing plate 6 and a 
quarter-Wave phase difference plate 7. Quarter-Wave phase 
difference plate 7 is stuck onto the glass layer 4 of the oper 
ating section. Moreover, another linearly polarizing plate 6 
is stuck thereon. 
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With such a con?guration, external light is changed into 
linearly polarized light, the electric ?eld vector of Which lies 
along Y-axis, after passing through the linearly polarizing 
plate 6. Next, if this linearly polarized light is divided into a 
vibration in an optical axis Z of the phase difference plate 
and a vibration and a vibration in Z-direction of an orthogo 
nal axis Y. these vibrations coincide With an extraordinary 
ray and an ordinary ray propagating a doubly refracting ele 
ment or crystal, respectively. Thus, after passing through the 
phase difference plate 7, the phase difference betWeen Waves 
vibrating inY-direction and Z-direction, respectively, is (1A) 
Wavelength (namely, the linearly polarized light is changed 
into circularly polarized light). Part of light having passed 
through the circularly polarizing plate 8 is re?ected by the 
surface of the touch panel. Then, the phase difference plate 7 
causes again a phase difference of (MO-Wavelength betWeen 
the Waves vibrating in Y-direction and Z-direction, 
respectively, to Which return light acting as the re?ected light 
is divided. Consequently, a total phase difference betWeen 
the Waves vibrating in Y-direction and Z-direction, 
respectively, into Which the re?ected light is divided, is (1/2) 
Wavelength after passing through the phase difference plate 
6, in comparison With the case that there is no phase differ 
ence betWeen those into Which the initial external light being 
incident upon the plate 6 is divided. 

Linearly polarized light, the plane of vibration of Which 
lies in Z-direction, is synthesized from tWo light Waves, the 
phase difference betWeen Which is (1/2)-Wavelength. Plane of 
polarization of this linearly polarized light is orthogonal to 
Y-direction. Thus, the light having passed through the phase 
difference plate 7 cannot further pass through the linearly 
polarizing plate 6 (in the upWard direction). 

Thus, the re?ection of external light can be prevented by 
the circularly polarizing plate 8. 

The aforementioned conventional methods, hoWever, 
have the folloWing problems. 

First, in the case of the conventional methods described in 
the foregoing descriptions (i), (iii) and (iv), the degree of 
non-glare effects is enhanced so as to realize a rugged sur 
face of the ?lm or the glass layer, an image is blurred oWing 
to the relation betWeen the pixel size and pitch of liquid 
crystal display device. If the degree of non-?are effects is 
further enhanced, the displaying surface of the device 
becomes clouded due to the brightness of external light. 
Consequently, an image becomes hard to observe. 

Further, if the diffuse re?ectance of the surface of the ?lm 
or glass layer is increased, the transmissivity thereof is 
decreased. Moreover, it is necessary for enhancing the 
brightness of an image to raise the brightness of backlighting 
light in the liquid crystal display device. This, hoWever, 
results in increase in the poWer consumption of the device 
and in reduction in the life of a source of backlighting. 
Furthermore, even if the re?ection of external light can be 
prevented, light cannot be prevented from being re?ected by 
the inside (namely, ITO layer and the glass layer) of the 
touch panel. Thus, the visibility cannot be improved. 

Further, in the case of the conventional methods described 
in the aforementioned descriptions (ii) and (v), AR coating is 
applied to the surface of the ?lm and glass layer of the oper 
ating section by coating the surface thereof With tWo to ?ve 
layers of substances Which are different in refractive index 
from one another. HoWever, such methods have the folloW 
ing defects. Surfacial hardness of the coating is loW, so that 
the surface of the ?lm and glass layer is fragile. Additionally, 
some materials of the surface coating have loW chemical 
resistance. Surface of the coating is easily affected by 
chemicals. 
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Further, in the case of these methods, even When the 

re?ection of external light can be prevented, light re?ected 
by the inside (namely, ITO layer and the glass layer) of the 
touch panel cannot be prevented. Thus, the visibility can not 
be enhanced. 

Moreover, in the case of the method described in the fore 
going description (vi), the re?ectance can be restrained to 
some extent by sticking a non-polarizing ?lter to the surface 
of the ?lm or glass layer. HoWever, the transmissivity of the 
non-polarizing ?lter is loW. This method, thus, has defects in 
that the lightness of an image is loWered and that the visibil 
ity is loWered in light environment. 

In the case of the method described in the foregoing 
description (vii), the transmissivity corresponding to the lin 
early polarizing plate is 30 to 45%. Thus, an amount of the 
re?ected light is decreased by a reduction in an amount of 
incident external light, Which is caused by using a linearity 
polarizing plate. HoWever, components of a signal sent from 
a liquid crystal display device are attenuated. Thus, the vis 
ibility of an image is degraded. 

In the case of the method described in the foregoing 
description (viii), a circularly polarizing plate obtained by 
combining a linearly polarizing plate With a phase difference 
plate is used. Thus, the transmissivity of the circularly polar 
izing plate is decreased in such a manner as to be loWer than 
that of the linearly polarizing device. The brightness or light 
ness of an image is decreased as the transmissivity is loW 
ered. Moreover, the visibility in light environment is 
degraded. Furthermore, the hue of an image is changed by 
the circularly polarizing plate. 
The present invention is accomplished to solve the afore 

mentioned problems of the prior art. 

SUMMARY OF THE INVENTION 

Accordingly, an object of the present invention is to pro 
vide an optical ?lter Which prevents the re?ection of external 
light and improves by preventing a reduction in signal level 
of a signal sent from a display device and prevents change in 
hue of an image and enhances the visibility by improving the 
hue, the contrast and the brightness. 

To achieve the foregoing object, in accordance With an 
aspect of the present invention, there is provided an optical 
?lter (hereunder sometimes referred to as a ?rst optical ?lter 
of the present invention), Which is mounted on a display 
device adapted to emit linearly polarized light, and com 
prises: a non-polarizing or loWly-polarizing member; a lin 
early polarizing plate; and ?rst and second phase difference 
plates, Wherein the aforesaid linearly polarizing plate and 
the aforesaid second phase difference plate prevent the 
re?ection of external light Which has passed through the 
aforesaid linearly polarizing plate and the aforesaid second 
phase difference plate and has been incident on the aforesaid 
display device, Wherein light sent from the aforesaid display 
device is adapted in such a manner as to pass through the 
aforesaid second phase difference plate and the aforesaid 
linearly polarizing plate after passing the aforesaid ?rst 
phase difference plate, and Wherein an amount of a phase 
change caused by the aforesaid ?rst and second phase differ 
ence plates is set so that the light sent from the aforesaid 
display device passes through the aforesaid linearly polariz 
ing plate during the light is in an optically best state. 

Thus, optical characteristics, such as the visibility, of the 
display device can be extremely enhanced. 

In the case of an embodiment (hereunder sometimes 
referred to as a second optical ?lter of the present invention) 
of the ?rst optical ?lter of the present invention, the afore 
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said ?rst and second phase difference plates are placed so 
that phase differences respectively caused by the aforesaid 
?rst and second phase difference plates are canceled, thereby 
enhancing the transmissivity. 

In the case of an embodiment (hereunder sometimes 
referred to as a third optical ?lter of the present invention) of 
the ?rst or second optical ?lter of the present invention, the 
aforesaid ?rst and second phase difference plates are 
quarter-Wave phase difference plates. 

In the case of an embodiment (hereunder sometimes 
referred to as a fourth optical ?lter of the present invention) 
of one of the ?rst to third optical ?ller of the present 
invention, the aforesaid non-polarizing or loW-polariZing 
member is made of a high-polymer or glass. 

In the case of an embodiment (hereunder sometimes 
referred to as a ?fth optical ?lter of the present invention) of 
one of the ?rst to fourth optical ?lter of the present invention, 
the aforesaid non-polariZing or loW-polariZing member is 
shaped like a plate or ?lm. 

In the case of an embodiment (hereunder sometimes 
referred to as a sixth optical ?lter of the present invention) of 
one of the ?rst to ?fth optical ?lter of the present invention, 
the aforesaid display device is a liquid crystal display device. 

In the case of an embodiment (hereunder sometimes 
referred to as a seventh optical ?lter of the present invention) 
of one of the ?rst to sixth optical ?lter of the present 
invention, Which is of a hermetically sealed structure, Which 
is ?lled With inert gases. 

In accordance With another aspect of the present 
invention, there is provided an optical ?lter (hereunder 
referred to as an eighth optical ?lter of the present invention) 
Which comprises: a display device; a transparent touch panel 
device mounted on the screen of the aforesaid display 
device, Wherein a second linearly polariZing plate and a sec 
ond quarter-Wave phase difference plate are provided on the 
surface of the aforesaid touch panel device in sequence, and 
Wherein a ?rst quarter-Wave phase difference plate is pro 
vided in such a Way as to be interposed betWeen the afore 
said display device and the aforesaid transparent touch panel 
device. 

In the case of an embodiment (hereunder sometimes 
referred to as a ninth optical ?lter of the present invention) of 
the eighth optical ?lter of the present invention, Which fur 
ther comprises: a ?rst linearly polariZing plate interposed 
betWeen the aforesaid display device and the ?rst quarter 
Wave phase difference plate. 

In the case of an embodiment (hereunder sometimes 
referred to as a tenth optical ?lter of the present invention) of 
the eighth or ninth optical ?lter of the present invention, 
Wherein the aforesaid second linearly polariZing plate and 
the aforesaid second quarter-Wave phase difference plate are 
stacked in such a manner as to be integral With each other 
and form a layered element, and Wherein this layered ele 
ment is bonded or ?xed to the aforesaid transparent panel 
device by interposing bonding means or a spacer betWeen a 
part of the aforesaid layered element facing a peripheral por 
tion of the aforesaid transparent touch panel device, Which is 
other than an operating section of the aforesaid transparent 
touch panel device, and the aforesaid peripheral portion of 
the aforesaid transparent touch panel device. In the case of 
an embodiment (hereunder sometimes referred to as an elev 
enth optical ?lter of the present invention) of the tenth opti 
cal ?lter of the present invention, the aforesaid bonding 
means is a pressure sensitive adhesive double coated ?lm. 

In the case of an embodiment (hereunder sometimes 
referred to as a tWelfth optical ?lter of the present invention) 
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6 
of one of the eighth to eleventh optical ?lters of the present 
invention, the aforesaid display device is a liquid crystal 
display device. 

In the case of an embodiment (hereunder sometimes 
referred to as a thirteenth optical ?lter of the present 
invention) of the tWelfth optical ?lter of the present 
invention, the aforesaid liquid crystal display device is of the 
polymer dispersed type. In the case of an embodiment of the 
tWelfth or thirteenth optical ?lter of the present invention, a 
single member is adapted to serve as tWo or more of apart of 
the aforesaid transparent panel device, the aforesaid ?rst 
phase difference plate and the aforesaid liquid crystal dis 
play device. 

BRIEF DESCRIPTION OF THE DRAWINGS 

Other features, objects and advantages of the present 
invention Will become apparent from the folloWing descrip 
tion of preferred embodiments With reference to the draW 
ings in Which like reference characters designate like or cor 
responding parts throughout several vieWs, and in Which: 

FIG. 1 is a schematic diagram illustrating the con?gura 
tion of an optical ?lter Which is an embodiment of the 
present invention; 

FIG. 2 is a diagram illustrating the relation betWeen the 
mounting angles of the linearly polariZing plate and the 
phase difference plate of the optical ?lter of the embodiment 
of the present invention; 

FIG. 3 is a diagram illustrating the con?guration of a con 
ventional transparent touch panel of the ?lm type and the 
re?ection of light therein; 

FIG. 4 is a diagram illustrating the con?guration of a con 
ventional transparent touch panel of the glass type and the 
re?ection of light therein; 

FIG. 5 is a diagram illustrating the con?guration of an 
optical ?lter according to the embodiment of the present 
invention and the re?ection of light therein; 

FIG. 6 is a table for the comparison of the brightness 
Y-value and the hue A a * b * betWeen a conventional 
example and the embodiment of the present invention; 

FIG. 7 is a diagram illustrating angles of ?eld of the con 
ventional example and the embodiment of the present inven 
tion; 

FIG. 8 is a diagram illustrating the con?guration of an 
optical ?lter of “Example 1” of the present invention; 

FIG. 9 is a diagram illustrating the con?guration of an 
optical ?lter of “Example 2” of the present invention; 

FIG. 10 is a diagram illustrating the con?guration of an 
optical ?lter of “Example 3” of the present invention; 

FIG. 11 is a diagram schematically illustrating the con 
?guration of a transparent panel using a conventional lin 
early polarizing plate; 

FIG. 12 is a diagram schematically illustrating the con 
?guration of a transparent panel using a conventional circu 
larly polariZing plate; 

FIG. 13 is a diagram illustrating the con?guration of an 
optical ?lter of “Example 4” of the present invention; 

FIG. 14 is a diagram illustrating the con?guration of an 
optical ?lter of “Embodiment 5” of the present invention; 
and 

FIG. 15 is a diagram illustrating a modi?cation of 
“Example 5” of the present invention. 

DETAILED DESCRIPTION OF THE PREFERRED 
EMBODIMENTS 

Hereinafter, optical ?lters according to the present 
invention, Which are embodiments of the present invention, 
Will be described in detail by referring to the accompanying 
draWings. 
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FIG. 1 schematically shows the con?guration of the opti 
cal ?lter Which is this embodiment of the present invention. 
Incidentally, this embodiment is an example of application 
of the present invention to a liquid crystal display device 
provided With a touch panel device. 

Liquid crystal display device 1 is usually equipped With 
?rst linearly polarizing plate 2. Further, a circularly polariz 
ing plate 8, Which is a combination of a second linearly 
polarizing plate 6 and a second quarter-Wave phase differ 
ence plate 7, is mounted on a plate-like or ?lm-like member 
made of polymer or glass of the operating section 10. 

Most characteristic aspect of the present invention resides 
in that the optical ?lter of the present invention is provided 
With a ?rst quarter-Wave phase difference plate 11 in addi 
tion to the aforementioned composing elements. Light rays 
outputted from the liquid crystal display (LCD) device 1 are 
linearly polarized light rays, and the ?rst linearly polarizing 
plate 2 is mounted thereon in such a manner as to be adjusted 
to the axis of polarization of the linearly polarized light. 
Namely, light rays outputted from the liquid crystal display 
device 1 passes through the ?rst linearly polarizing plate 2 
Without being changed. 

FIG. 2 shoWs the relation among the mounting angles of 
the ?rst and second linearly polarizing plates 2 and 6 and the 
phase difference plates 7 and 11. Further, the second quarter 
Wave phase difference plate 7 and the ?rst quarter-Wave 
phase difference plate 11 are placed so that the difference 
betWeen the mounting angles of the plates 7 and 11 is 90°. 

Light rays having passed through the ?rst linearly polariz 
ing plate 2 Without being altered is changed by the ?rst 
quarter-Wave phase difference plate 11 into (circularly 
polarized) light rays in Which the phase difference betWeen 
an extraordinary light ray and an ordinary light ray is (1/4) of 
the Wavelength. Subsequently, light rays having passed 
through the transparent touch panel 12 propagates through 
the second quarter-Wave phase difference plate 7. At that 
time, a phase shift or difference of (— 1A) of the Wavelength is 
caused betWeen the extraordinary light ray and the ordinary 
light ray, the phases of Which have been previously made to 
be different from each other by (1A) of the Wavelength 
thereof. Thus, the light ray having passed through the second 
quarter-Wave phase difference plate 7 becomes linearly 
polarized light ray. 

Light ray, Which has been thus changed into linearly 
polarized light by passing through the transparent touch 
panel 12 and the second quarter-Wave phase difference plate 
7, passes through the second linearly polarizing plate 6. In 
the case of this embodiment, the caused phase differences 
are canceled by using tWo quarter-Wave phase difference 
plates 11 and 7. Thus, light, Which is incident upon the sec 
ond linearly polarizing plate 6 from the liquid crystal display 
device 1, does not include a component thereof in a direction 
orthogonal to the axis of polarization of the second linearly 
polarizing plate 6. Conventional system is not provided With 
the quarter-Wave phase difference plate 11. Thus, light, 
Which is incident upon the second linearly polarizing plate 6 
from the liquid crystal display device 1, includes a compo 
nent thereof in a direction orthogonal to the axis of polariza 
tion of the second linearly polarizing plate 6. Further, this 
orthogonal component does not pass through the second lin 
early polarizing plate 6. Consequently, the visibility of the 
touch panel is very loW. 

FIG. 3 schematically illustrates the con?guration of the 
conventional touch panel of the ?lm type (namely, of the 
type that uses ?lm as the operating section) and the re?ection 
of external light. 
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8 
Transmissivity of the touch panel of this type Was as fol 

loWs: 

Actually measured value: 81.7% (at 550 nm) 
Calculated value: 80.8% (all light) 

Thus, about 20% of the light Was re?ected and absorbed. 
Further, FIG. 4 schematically shoWs the conventional touch 
panel of the glass type (namely, of the type using glass in the 
operating section) and the re?ection of external light. Trans 
missivity of the touch panel of this type is as folloWs: 

Actually measured value: 85.7% (at 550 nm) 
Calculated value: 84.6% (all light) 

Thus, about 15% of the light Was re?ected and absorbed 
Further, the transmissivity of the touch panel of the circu 
larly polarizing type, Which Was obtained by using a circu 
larly polarizing plate in the conventional touch panel of the 
glass type and taking measures against external light; Was 
31.1% (calculated value). Thus, about 69% of the light Was 
re?ected and absorbed. 

FIG. 5 schematically illustrates a touch panel according to 
this embodiment of the (circularly polarizing plate+the 
phase difference type (namely, of the type that uses glass as 
the operating section, and further employs a circularly polar 
izing plate) and the re?ection of external light: 

Actually measured value: 67.4% (at 550 nm) 
Calculated value: 72.9% (all light) 

Thus, the transmissivity of this type is about 2.2 times that of 
the conventional circularly-polarizing type. 

In the case of this embodiment, the visibility is evaluated 
by being de?ned as folloWs: 

Visibility=Transmissivity><Re?ectance 
Incidentally, the visibility in each of the cases of the con 

ventional touch panels of the ?lm type, the glass type and the 
circularly polarizing type and of the (circularly polarizing 
plate+the phase difference plate) type is as folloWs: 

(Circularly 
Circularly- Polarizing-Plate + 

Film Glass Polarizing- Phase-Difference 
Type Type Type Plate) Type 

Transmissivity (%) 80.8 84.6 31.1 72.9 
Re?ectance (%) 14.1 15.7 3.0 3.0 
Visibility 5.7 5.4 10.4 24.3 

As is seen from this table, the visibility is extremely 
enhanced in the case of the touch panel of (circularly 
polarizing-plate+phase-difference-plate) type according to 
this embodiment. FIG. 6 shoWs the visibility (namely, the 
brightness Y-value nd the hue A a * b * ) When the touch 
panel of this mbodiment is vieWed from four directions 
(namely, from above, beloW, left and right) and at inclination 
angles of 0, 10, 22, 34, 41 and 570 corresponding to each of 
the four directions. Incidentally, regarding the hue in the 
case of front visibility, the color difference A a * b * is used 
as a parameter corresponding to the hue, because the chro 
maticity a *=0 and b *=0 indicate achromatic color. As 
shoWn in FIG. 6, the brightness is high and the hue changes 
little over a Wide range. Moreover, regardless of the inclina 
tion angle, a change to same hue occurs. Referring next to 
FIG. 7, there are shoWn angles of ?eld in the cases of the 
conventional touch panels of the ?lm type, the glass type and 
the circularly polarizing type and of the (circularly polariz 
ing plate+the phase difference plate) type, for the purpose of 
comparison therebetWeen. Incidentally, the angle of ?eld 
Was measured by assuming that an object is visible in the 
case Where Y-value is more than 40% and the color differ 
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ence is less than 30%, as a reference for the measurement. It 
is apparent from this ?gure that, in the case of this 
embodiment, angles of ?eld is large in comparison With the 
conventional touch panels the ?lm type, the glass type and 
the circularly polarizing type. 

EXAMPLE 1 

FIG. 8 schematically illustrates the con?guration of an 
optical ?lter Which is “Example I’’ of the present invention. 
This is an example of application of the present invention to 
a liquid crystal display device provided With a touch panel. 
Transparent touch panel used in this example is of the type 
(y), namely, (Glass+Glass)type. Visibility of this example is 
enhanced by using the circularly polarizing plate 8 (namely, 
a combination of the second linearly polarizing plate 6 and 
the second phase difference plate 7) and the ?rst phase dif 
ference plate 11. Furthermore, the ?rst linearly polarizing 
plate 2 is preliminarily mounted on the liquid crystal display 
device 1. Incidentally, the folloWing materials are used in 
this example. 
Circularly Polarizing Plate 8: 

Material of a second (dye based) linearly polarizing plate 
6: 

ST-l 822AP-AG3 
manufactured by Sumitomo Chemical Company Lim 

ited 
Material of a second phase difference plate 7: 

manufactured by Sumitomo Chemical Company Lim 
ited 

Material of Transparent Touch Panel: 
Glass3, 4 
manufactured by DOWA VISUAL SYSTEM CO., LTD 
Material of First Phase Difference Plate 11: 

manufactured by Sumitomo Chemical Company Limited 
Re?ection of external light by the surface of ITO layer 5 

and glass layers 3 and 4 is prevented by the circularly polar 
izing plate 8 mounted on the upper portion of the optical 
?lter. Moreover, a reduction in the transmissivity and a 
change in the hue can be prevented by the ?rst phase differ 
ence plate 11 mounted on the loWer glass layer 3. 

EXAMPLE 2 

In the case of this example, a polycarbonate ?lm is used 
instead of the upper glass layer 4 of “Example I’’. To obtain 
a polycarbonate ?lm having loW polarization, the polycar 
bonate ?lm is produced by a casting method. FIG. 9 illus 
trates the con?guration of a touch panel of this example. 

Transparent touch panel used in this example is of the 
type([3), namely, (Film+Glass)type. Visibility of this 
example is enhanced by using the circularly polarizing plate 
8 (namely, a combination of the second linearly polarizing 
plate 6 and the second phase difference plate 7) and the ?rst 
phase difference plate 11. Furthermore, the ?rst linearly 
polarizing plate 2 is preliminarily mounted on the liquid 
crystal display device 1. Incidentally, the folloWing materials 
are used in this example. 
Circularly Polarizing Plate 8: 

Material of a second (dye based) linearly polarizing plate 
6: 

ST-l 822AP-AG3 
manufactured by Sumitomo Chemical Company Limited 
Material of a second phase difference plate 7: 
SEF-0096 (Phase Difference 96 nm) 
manufactured by Sumitomo Chemical Company Limited 
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10 
Material of Transparent Touch Panel: 
Film l3+Glass 3 
manufactured by DOWA VISUAL SYSTEM CO., LTD 
Polycarbonate ?lm 13 (phase difference: 40 to 50 nm) 
Material of First Phase Difference Plate 11: 
SEF-1/4 7t 
manufactured by Sumitomo Chemical Company Limited 
Incidentally, this example is designed so that the total 

phase difference caused by the second phase difference plate 
7 and the polycarbonate ?lm 3 is equal to (1/4) of the Wave 
length. Namely, the degree of polarization of the polycar 
bonate ?lm 13 is very loW. HoWever, the polycarbonate ?lm 
13 exhibits the polarization corresponding to a phase differ 
ence of 40 to 50 nm. First phase difference plate causes a 
phase difference corresponding to (1/4) of the Wavelength. 
Thus, if a phase difference plate causing a phase difference 
corresponding to (1A) of (he Wavelength is used as the sec 
ond phase difference plate 7, there occur subtle changes in 
optical properties, such as the hue and the transmissivity. To 
eliminate an error, the position of the second phase differ 
ence plate 7 is regulated. Moreover, the total phase differ 
ence caused by the second phase difference plate 7 and the 
polycarbonate ?lm 13 is made to be equal to (1A) of the 
Wavelength. This example can obtain advantageous effects 
similar to those of“Example l”. 

EXAMPLE 3 

This example is obtained by removing the ?rst linearly 
polarizing plate from each of “Example I’’ and “Example 2”. 
Namely, the ?rst linearly polarizing plate mounted on the 
liquid crystal display device is omitted. Instead of this ?rst 
linearly polarizing plate, the second linearly polarizing plate 
composing the circularly polarizing plate is used. Thus, the 
second linearly polarizing plate has the anti-re?ection func 
tion and the functions of the ?rst linearly polarizing plate 
usually mounted on the liquid crystal display device. FIG. 10 
shoWs the con?guration of this “Example 3”. Further, there 
are tWo kinds of modi?cations of this “Example 3”, namely, 
(Glass+Glass) type and (Film+Glass) type. Incidentally, this 
example of the (Glass+Glass) type uses the folloWing mate 
rials. 
Circularly Polarizing Plate 8: 

Material of a second (dye based) linearly polarizing plate 
6: 

ST-l 822AP-AG3 
manufactured by Sumitomo Chemical Company Limited 
Material of a second phase difference plate 7: 
SEF-1/4 7t 
manufactured by Sumitomo Chemical Company Limited 
Material of Transparent Touch Panel: 
Glass3, 4 
manufactured by DOWA VISUAL SYSTEM CO., LTD 
Material of First Phase Difference Plate 11: 
SEF-1/4 7t 
manufactured by Sumitomo Chemical Company Limited 
Moreover, this example of the (Film+Glass) type uses the 

folloWing materials. 
Circularly Polarizing Plate 8: 

Material of a second (dye based) linearly polarizing plate 
6: 

ST-l 822AP-AG3 
manufactured by Sumitomo Chemical Company Limited 
Material of a second phase difference plate 7: 
SEF-0096 (Phase Difference 96 nm) 
manufactured by Sumitomo Chemical Company Limited 
Material of Transparent Touch Panel: 
Filml3+Glass 3 
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manufactured by DOWA VISUAL SYSTEM co, LTD 
Polycarbonate ?lm 13 (phase difference: 40 to 50 nm) 
Material of First Phase Difference Plate 11: 

manufactured by Sumitomo Chemical Company Limited 
This example can obtain advantageous effects similar to 
those of “Example I’’ and “Example 2”. In addition, the 
manufacturing cost can be reduced by omitting the ?rst lin 
early polarizing plate 2. Simultaneously, the transmissivity 
can be enhanced. 

EXAMPLE 4 
FIG. 13 is a diagram schematically shoWing the con?gura 
tion of an optical ?lter Which is “Example 4”. This example 
is obtained by bonding and ?xing only the peripheral portion 
of the circularly polarizing plate 8 of “Example 3” onto the 
upper ITO glass layer of the transparent touch panel by the 
use of pressure sensitive adhesive double coated tape 20. As 
shoWn in FIG. 13, the double coated tape 20 is interposed 
betWeen a portion of the circularly polarizing plate 8, Which 
faces a peripheral portion of the upper ITO glass layer 4 
other than the operating section thereof, and the peripheral 
portion of the upper ITO glass layer 4, Which is other than 
the operating section. Thus, the circularly polarizing plate 8 
is bonded and ?xed to the upper ITO glass 4. In the case of 
this example, only the peripheral portion thereof other than 
the operating section is bonded and ?xed. Thus, as compared 
With the conventional case Where the entire surface of the 
polarizing plate is bonded and ?xed, this example causes no 
problems even if foreign substances are mixed into the bond 
ing portion. Moreover, even in the case that foreign sub 
stances enters the operating section, the disassembly thereof 
is relatively easily performed. Therefore, the removing of 
the foreign sub stances is relatively easily achieved. 
Incidentally, a spacer member may be used in place of the 
double coated tape, and further, a mechanism for nipping 
this spacer member and ?xing the spacer member mechani 
cally maybe provided in a modi?cation of this example. 

EXAMPLE 5 

FIG. 14 schematically shoWs the con?guration of an opti 
cal ?lter Which is “Example 4”. This example is adapted so 
that a single member performs the functions of the loWer 
ITO glass layer 3 of the transparent touch panel, the ?rst 
phase difference plate 11 and the upper glass layer of the 
liquid crystal display device 1 of “Example 3”. As shoWn in 
FIG. 14, a general-purpose member 130, on the surface of 
Which ITO ?lm 5 is formed in such a Way as to face the 
upper ITO glass layer 4, is provided. This general-purpose 
member 130 serves as an upper glass layer Which sand 
Wiches a liquid crystal portion 10 together With a loWer glass 
layer 120 and thus composes a liquid crystal cell portion. In 
this case, the general-purpose portion 130 further performs 
the function of the ?rst phase difference plate. This general 
purpose member 130 is constituted by, for example, provid 
ing a phase difference plate 131 on a glass plate 132 as 
illustrated in FIG. 15. Needless to say, the general-purpose 
member 130 may be constituted by a phase difference plate 
made of a transparent polymer material. Incidentally, the 
loWer polarizing plate 140, and a backlighting portion 150 
are mounted on the loWer glass layer 120, sequentially. In 
the case of this example, the functions of the loWer glass 
layer of the touch panel, the phase difference plate and the 
upper glass layer of the liquid crystal display device are 
performed by a single member. As compared With the case 
that these functions are performed by separated members, 
the transmissivity and the surface re?ection can be reduced 
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12 
by amounts corresponding to the separated members. 
Furthermore, the visibility can be considerably enhanced. In 
addition, the entire structure of the optical ?lter can be sim 
pli?ed. Consequently, this example is very advantageous for 
manufacturers to reduce the manufacturing cost. 

Other Embodiments 

The present invention is not limited to the aforementioned 
embodiment. Various modi?cation and alteration are 
alloWed. 

In the aforesaid embodiments, glass and polycarbonate 
?lm are used as the materials of the transparent touch panel. 
HoWever, other materials may be used as long as having no 
polarization or a loW degree of polarization. Further, the 
mounting angles of the phase difference plate and the lin 
early polarization plate are not limited to those illustrated in 
FIG. 2. Other angles may be employed as the mounting 
angles. 

Further, to enhance the stability and the visibility, the 
transparent touch panel may be perfectly hermetically scaled 
and may be ?lled With inert gases. Moreover, as long as 
outputting linearly polarized light, any other display device 
other than a liquid crystal display device may be used as the 
display device. In the case of applying a liquid crystal dis 
play device, needless to say, What are called TFT liquid 
crystal, STN liquid crystal and TFT liquid crystal may be 
employed as liquid crystals of the liquid crystal display 
device. Especially, if using the polymer dispersed type liquid 
crystals, the use of polarizing plates in the liquid crystal 
display device itself is not alWays needed. Therefore, the 
visibility is further enhanced oWing to the multiplier effects 
of the present invention and the liquid polymer dispersed 
type. Furthermore, the structure of the optical ?lter can be 
further simpli?ed, The present invention can be applied to 
devices other than the transparent touch panel (and the opti 
cal ?lter), similarly. For example, a display WindoW for a 
dust-proof case, and a protecting ?lter for a display device. 

Although the preferred embodiments of the present inven 
tion have been described above, it should be understood that 
the present invention is not limited thereto and that other 
modi?cations Will be apparent to those skilled in the art 
Without departing from the spirit of the invention. 
The scope of the present invention, therefore, is to be 

determined solely by the appended claims. 
What is claimed is: 
[1. A display apparatus, comprising: 
a display device adapted to emit linearly polarized light; 
a transparent optical device mounted on said display 

device, said transparent optical device comprising a 
non-polarizing or loW-polarizing member; 

an anti-re?ective layer, comprising a linearly polarizing 
plate and a phase difference plate, provided on a surface 
of said transparent optical device; and 

another phase difference plate, provided betWeen said dis 
play device and said phase difference plate of the anti 
re?ective layer, that imparts a phase difference that can 
cels a phase difference imparted by said phase 
difference plate of the anti-re?ective layer.] 

[2. The display apparatus according to claim 1, Wherein 
both of said phase difference plates are quarter-Wave phase 
difference plates.] 

[3. The display apparatus according to claim 1, Wherein 
said non-polarizing or loW-polarizing member is made of a 
high-polymer or glass.] 

[4. The display apparatus according to claim 1, Wherein 
said non-polarizing or loW-polarizing member is shaped like 
a plate or ?lm.] 
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[5. The display apparatus according to claim 1, wherein 
said display device is a liquid crystal display device] 

[6. The display apparatus according to claim 1, Wherein 
said transparent optical device is a hermetically sealed struc 
ture that is ?lled With inert gases] 

7. A display apparatus comprising: 
a display device having a screen; 
a transparent touch panel device mounted on the screen of 

said display device; 
a first phase di?erence plate provided between said dis 
play device and said transparent touch panel device; 

a?rst linearly polarizing plate provided between said first 
phase diference plate and said display device; and 

an anti-re?ective layer, comprising a second linearly 
polariZing plate and a second phase difference plate, 
provided on a surface of said touch panel device[; and], 
wherein 

[another] said ?rst phase difference plate provided 
betWeen said display device and said transparent touch 
panel device [that] imparts a phase difference that can 
cels a phase difference of light emitted from said dis 
play device imparted by said second phase difference 
plate of the anti-re?ective layer. 

[8. The display apparatus according to claim 7, further 
comprising another linearly polariZing plate interposed 
betWeen the display device and said another phase difference 
plate.] 

9. The display apparatus according to claim 7, Wherein 
said second linearly polariZing plate and said second phase 
difference plate of said anti-re?ective layer are stacked in 
such a manner as to be integral With each other and form a 
layered element, and Wherein said layered element is bonded 
or ?xed to said transparent touch panel device by interposing 
bonding means or a spacer betWeen a part of said layered 
element facing a peripheral portion of said transparent touch 
panel device, Which is other than an operating section of said 
transparent touch panel device, and said peripheral portion 
of said transparent touch panel device. 

10. The display apparatus according to claim 9, Wherein 
said bonding means is an adhesive double coated ?lm. 
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11. The display apparatus according to claim 7, Wherein 

said display device is a liquid crystal display device. 
12. The display apparatus according to claim 11, Wherein 

said liquid crystal display device is of the polymer dispersed 
type 

13. The display apparatus according to claim 11, Wherein 
a transparent member composing said transparent touch 
panel device comprises said [another] ?rst phase difference 
plate. 

14. The display apparatus according to claim 7, wherein 
said transparent touch panel device comprises non 
polarizing or low-polarizing member 

15. The display apparatus according to claim 7, wherein 
said second phase diference plate attaches directly to a sur 
face of said touch panel device. 

16. The display apparatus according to claim 14, wherein 
said second linearly polarizingplate and said secondphase 
di?erence plate of said anti-re?ective layer are stacked in 
such a manner as to be integral with each other and form a 
layered element, and wherein said layered element is bonded 
or fixed to said transparent touch panel device by interpos 
ing bonding means or a spacer between a part ofsaid lay 
ered element facing a peripheral portion of said transparent 
touch panel device, which is other than an operating section 
of said transparent touch panel device, and said peripheral 
portion of said transparent touch panel device. 

1 7. The display apparatus according to claim 16, wherein 
said bonding means is an adhesive double coated?lm. 

18. The display apparatus according to claim 14, wherein 
said display device is a liquid crystal display device. 

19. The display apparatus according to claim 18, wherein 
said liquid crystal display device is of the polymer dispersed 
WP? 

ZO. The display apparatus according to claim 18, wherein 
a transparent member composing said transparent touch 
panel device comprises said first phase diference plate. 

* * * * * 


