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(57) ABSTRACT 

There is provided a very thin light guide plate for a surface 
light source device and a method of manufacturing it without 
the use of high-precision molding machine. A surface light 
source device using this light guide plate generates outgoing 
light having high uniformity. According to the manufactur 
ing method, a light guide plate free from a weld line or warp 
can be manufactured with good transferring characteristics. 
The light guide plate is thick on an incident surface 1 side 
and thin on a lower surface 4 side. At the central portion of 
an incident surface 1 in a longitudinal direction, a projecting 
portion obtained by cutting an overhang portion 7 at a posi 
tion a distance D apart from the incident surface 1 is formed. 
The cut surface of the projecting portion is not made specu 
lar and is kept rough. In molding of the light guide plate, a 
molten material is supplied from the position of a gate mark 
9. After molding, the overhang portion 7 is cut off by an 
ordinary cutter, thereby obtaining a light guide plate. 

3 Claims, 6 Drawing Sheets 
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TAPERED LIGHT GUIDE PLATE FOR 
SURFACE LIGHT SOURCE DEVICE AND 
METHOD OF MAKING BY INJECTION 

MOLDING VIA SUPPLEMENTARY CAVITY 

Matter enclosed in heavy brackets [ ] appears in the 
original patent but forms no part of this reissue speci?ca 
tion; matter printed in italics indicates the additions 
made by reissue. 

Multiple reissue applications have been ?led for US. Pat. 
No. 5,967,637. This application is a divisional reissue of 
application Ser. No. 09/977,241 ?led Oct. 16, 200], issued 
as Re 40,146, which is a reissue application ofapplication 
Ser. No. 08/520,648?led Aug. 29, 1995, now US. Pat. No. 
5,967,637 issued Oct. 19, 1999. 

BACKGROUND OF THE INVENTION 

1. Field of the Invention 

The present invention relates to a light guide plate for 
surface light source device and a method of manufacturing it 
and, more particularly, a light guide plate for a surface light 
source device used as a backlight for a liquid crystal display 
for OA equipment, a television set, a measuring instrument, 
a watch, or the like, and a method of the light guide plate by 
injection molding. 

2. Description of Related Art 
A surface light source device is well known. A small sur 

face light source device is used as a backlight for a liquid 
crystal display wristwatch, and a large surface light source 
device is used as a backlight for an advertising display panel 
or an illumination device for a show window. An LED is 
used as the light source for the small device, and a ?uores 
cent tube is used as the light source for the large device. As a 
light guide plate, an acrylic plate cut so as to have a proper 
dimension is used. 

Since a surface light source device is required to have a 
small thickness and to cause a predetermined plane to emit 
uniform light, a light source is generally arranged at a lateral 
position of the light guide plate. For this reason, the light 
guide plate has been subject to various processings which 
include shaping to a special shape, surface roughening with 
sandpaper, special tool or apparatus and polishing of inci 
dent surface to making it specular. 

In recent years, with epochmaking progress of a liquid 
crystal display technique and development of OA 
equipment, electronic-communication equipment, or the 
like, demand for a surface light source device used in a liq 
uid crystal display device having a size of about 10 inches 
steeply increases. As a light source arranged at a lateral posi 
tion of a light guide plate, a long-life extremely slender ?uo 
rescent tube having a diameter of 4 mm or less is developed. 
Light guide plates have come to be manufactured by injec 
tion molding which has a small number of steps and pro 
vides mass-production of light guide plates with stable qual 
ity. 
A light guide plate used in a surface light source device is 

required to be variously improved to make it possible that a 
plane having a designed area emits source light guided in a 
latitudinal direction as uniform plane light. Various propos 
als associated with the improvements have been made. 
Almost all the various proposals use one of the following 
techniques: a technique in which a surface opposing the 
emission surface, i.e., a re?ecting surface, is processed 
(formation of an uneven surface, coating, or printing) by 
some means to modify its re?ectance distribution; a tech 
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2 
nique in which a re?ecting surface is arranged not parallel to 
an emission surface, but formed by various planes and 
curves; and a technique obtained by combining both the 
above techniques to each other. 

In these techniques, a light guide plate having a re?ecting 
surface not parallel to the emission surface is thick at the 
incident surface for source light or near the incident surface 
and thin at positions distant from the incident surface. Such 
light guide plates are disclosed in Japanese Patent Laid-open 
No. 3-59526, Japanese Utility Model Laid-open No. 
3-104906, Japanese Utility Model Laid-open No. 5-75738, 
or Japanese Utility Model Laid-open No. 5-75739, and in 
FIG. 7, FIG. 8. FIGS. 7 and 8 are side views showing light 
guide plates. Referring to FIGS. 7 and 8, each upper surface 
is the incident surface, and each left surface is the emission 
surface. The present invention relates to a light guide plate 
having a shape as shown in FIG. 7 or 8 and to an improve 
ment of a method of manufacturing the light guide plate. 
A conventional method of molding a light guide plate is 

described here with reference to a light guide plate having a 
typical shape shown in FIGS. 9 and 10. FIG. 9 is a plan view 
showing the light guide plate when viewed from the emis 
sion surface side, and FIG. 10 is a right-side view of FIG. 9. 
Therefore, referring to FIGS. 9 and 10, an upper surface is 
the incident surface 1 which is perpendicular to the emission 
surface 2 in FIG. 10. Since a ?uorescent tube is arranged in 
the longitudinal direction of the incident surface at a position 
outside and near the incident surface, the thickness of the 
light guide plate is de?ned in consideration of the diameter 
of the ?uorescent tube. 

A re?ecting surface 3 is obliquely formed with respect to 
the emission surface 2 so that the re?ecting surface 3 can 
directly re?ect incident light from the incident surface 1. 
Thus, the thickness of the guide plate gradually decreases 
downward in FIGS. 9 and 10. 

When the light guide plate is to be formed by injection 
molding, a speci?c position on a speci?c surface for a gate 
(opening through which molten material is injected into a 
mold cavity) of the mold must be determined. Since the light 
guide plate is used in a surface light source device, the gate 
position is determined in consideration of the utilization e?i 
ciency of light, uniform emission from a large emission 
surface, pro?tability and so on. Judging from this point of 
view, it is conventionally assumed that the incident surface 
should be specular to e?iciently receive source light. In 
addition, all the surface should be specular to obtain uniform 
outgoing light. 

According to conventional understanding, a gate arranged 
on the incident surface provides an increase in cost because 
the incident surface must be made specular by high-accuracy 
polishing or buff ?nish serving as post-processing. 
Therefore, such arrangement of gate on the incident surface 
has not been employed. 
The emission and re?ecting surfaces generally must have 

effective areas as large as possible. In addition, in order to 
obtain uniform outgoing light, an uneven surface having a 
variety of shapes such as a net-like pattern is often formed on 
the re?ecting surface, otherwise coating or printing is often 
applied to the re?ecting surface. Therefore, it has been 
avoided to arrange a gate on these surfaces. 

Referring to FIGS. 9 and 10, a gate may be arranged on 
the lower surface 4. However, the light guide plate has a very 
small thickness at lower surface 4. For example, an ultra-thin 
light guide plate for o?ice Automation (“OA”) equipment 
having a size of about 10 inches used, the thickness at the 
lower surface is about 1 to 2 mm, and a gate can hardly be 
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arranged on the lower surface. Even if a gate is arranged on 
the lower surface, a su?icient injection pressure cannot be 
obtained by a general molding machine, an acrylic molten 
material cannot be preferably injected into the cavity. Thus, 
transferring characteristics are considerably degraded. 

In order to increase the injection pressure, or increase the 
temperature of the mold to make the ?ow of the material 
easy, a highly expensive molding machine of high-accuracy 
control is required. For this reason, the cost of the light guide 
plate inevitably increases. Furthermore, the number of gates 
may be increased. In this case, however, the cost of the mold 
increases and a so-called weld line is inevitably formed, 
leading to a fatal problem for uniform outgoing light. 
Therefore, it is not practical to arrange a gate on the lower 
surface. 

For these reasons, a gate is conventionally arranged at a 
position on one of side surfaces 5 and 6 in FIG. 9, in 
particular, in the thick portion near the incident surface. 
Similarly, the above arrangement is employed in molding for 
a two-light light guide plate in which the inclination direc 
tion of the re?ecting surface 3 with respect to the emission 
surface 2 is reversed at the central portion of the re?ecting 
surface 3, the lower surface 4 has a thickness almost equal to 
that of the incident surface 1 so that another ?uorescent tube 
is arranged outside and near the lower surface 4, as shown in 
FIG. 11. 

However, according to a conventional molding method, as 
shown in FIG. 9, if a gate G is arranged on the side surface 5, 
the material quickly ?ows in a ?ow path A, but slowly ?ows 
in a ?ow path B at injection. Thus, the material does not 
uniformly ?ow from the incident surface 1 to the lower sur 
face 4 and the ?ow varies depending on the position. In 
addition, the ?ow on the side surface 5 is considerably differ 
ent from the ?ow on the side surface 6. For this reason, the 
pressure difference and temperature difference between 
regions fall into disorder. 
As a result, in particular, when an uneven surface having a 

variety of shapes is formed on the re?ecting surface, the 
shape of the uneven surface cannot be desirably transferred. 
In addition, problems such as formation of an weld line and 
warp after molding arise easily. In the ultra-thin light guide 
plate as shown in FIGS. 9 and 10, since a material cannot 
completely ?lled in a cavity by molding machine and an 
ordinary molding method, a troublesome examination must 
be performed for conditions set for molding processing at 
every slight change in shape of the light guide plate. 

OBJECT AND SUMMARY OF THE INVENTION 

It is an object of the present invention to provide a light 
guide plate for a surface light source device, which can be 
manufactured easily by using a ordinary molding machine 
on the basis of ordinary conditions and a method of manu 
facturing it. 

In order to achieve the above object, in a light guide plate 
which is manufactured by injection molding and has an inci 
dent surface in the longitudinal direction of a slender beam, 
a large thickness near the incident surface, a thickness 
decreasing as distant therefrom, and an emission surface for 
emitting incident light from the incident surface in a direc 
tion perpendicular to the longitudinal direction of the inci 
dent surface, the incident surface is partially or wholly 
formed by a cut surface. 

In the light guide plate for the surface light source device 
according to the present invention, preferably, the cut sur 
face is nearly symmetrically formed in the longitudinal 
direction with respect to an almost central portion of the 
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4 
incident portion in its longitudinal direction, and the cut por 
tion is formed on a projecting portion parallel to the other 
portion of the incident surface. The dimension of the proj ec 
tion is set to be about 1 mm or less, preferably, 0.5 mm or 
less, and the surface roughness of the projection is set to be 
50 pm or less, preferably, 20 pm or less in a unit of 10-point 
average roughness (RZ). 

In addition, according to the method of manufacturing the 
light guide plate for the surface light source device accord 
ing to the present invention, a gate is arranged at a designed 
position which is the nearly central position of the incident 
surface and overhangs or protrudes from the position parallel 
to the emission surface in the molding mold, and a cavity in 
which a molten material injected from the gate nearly sym 
metrically ?ows in the longitudinal direction of the incident 
surface is supplementarily formed, wherein the molten 
material is molded by said mold, and then the overhang por 
tion (also referred to as protruding portion) molded by the 
supplementary cavity is cut to form a cut surface. 

In the above manufacturing method, the gate is preferably 
formed as facing an extension of the emission surface or a 
surface parallel to the emission surface. 
A light guide plate for the surface light source device 

according to the present invention is preferably manufac 
tured by the following method. In a mold to be used, at a 
nearly central position of the incident surface of the light 
guide plate to be manufactured and distant from the incident 
surface by a designed dimension, the gate is arranged toward 
the same plane as that of the emission surface of the light 
guide plate or a plane parallel thereto and a supplementary 
cavity portion is formed such that a material injected from 
the gate symmetrically ?ows in the longitudinal direction of 
the incident surface. 

Therefore, the material injected from the gate advances 
and spreads in the supplementary cavity as curving at 90° 
and the material ?ows into the cavity portion forming a thick 
portion near the incident surface at a nearly uniform pres sure 
from an area larger than that of the gate. Thereafter, the 
material ?ows parallel from the thick portion to a distal thin 
portion to ?ll the cavity. For this reason, approximately even 
and regular ?ow and nearly uniform pressure can be 
obtained in the regions of the cavity. Thus incomplete ?lling 
and the formation of a weld line can be prevented, with the 
result that the shape of the rough re?ection surface can be 
accurately transferred to the product. 

After molding, the unnecessary portion molded by the 
supplementary cavity is cut off to manufacture a light guide 
plate. The cut surface is used without changing its state and 
need not be subjected to specular ?nish. 

BRIEF DESCRIPTION OF THE DRAWINGS 

FIG. 1 is a plan view showing the semi-?nish state of a 
light guide plate according to an embodiment of the present 
invention; 

FIG. 2 is a right-side view showing the semi-?nish state of 
the light guide plate shown in FIG. 1; 

FIG. 3 is a right-side view showing the ?nish state of the 
light guide plate shown in FIG. 1; 

FIG. 4 is a graph showing the relationship between the 
surface roughness of the cut surface of the light guide plate 
and the luminance of an emission surface; 

FIG. 5 is a right-side view showing the ?nish state of the 
light guide plate in FIG. 3 in which an overhang portion 7 in 
FIG. 1 is completely cut off; 

FIG. 6 is a right-side view similar to FIG. 3 showing the 
?nish state of the light guide plate in which the shape of a 
projecting portion 8 is modi?ed; 
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FIG. 7 is a side view showing a light guide plate having a 
shape different from that of the light guide plate according to 
the embodiment shown in FIG. 1 and so on; 

FIG. 8 is a side view showing a light guide plate having a 
shape further different from the light guide plate according 
to the embodiment shown in FIG. 1 and the like and the light 
guide plate shown in FIG. 7; 

FIG. 9 is a plan view for explaining a prior art with respect 
to a case wherein an ultra-thin light guide plate similar to 
that of the embodiment shown in FIG. 1 and the like is 
molded; 

FIG. 10 is a right-side view for explaining a prior art with 
respect to a case wherein an ultra-thin light guide plate simi 
lar to that of the embodiment shown in FIG. 1 and the like is 
molded, similarly as in FIG. 9; and 

FIG. 11 is a side view showing an ultra-thin light guide 
plate having the shape illustrated in FIG. 9. 

DETAILED DESCRIPTION OF THE PREFERRED 
EMBODIMENT 

A preferred embodiment of the present invention will be 
described below with reference to FIGS. 1 to 4. FIG. 1 is a 
plan view showing a light guide plate in a state in which the 
material of the runner portion is removed after molding; 
FIG. 2 is a right-side view of FIG. 1; and FIG. 3 is a right 
side view showing the light guide plate in a ?nish state in 
which the unnecessary portion is cut off. FIG. 4 is a graph 
showing the relationship between the surface roughness of 
the cut surface and luminance. In all of the drawings, the 
same reference numerals denote the same parts in. 

The light guide plate for the surface light source device 
according to this embodiment is similar to the ultra-thin light 
guide plate as described in FIGS. 9 and 10. This light guide 
plate has the following shape. That is, referring to FIG. 1, an 
overhang portion 7 is cut at a position distant from an inci 
dent surface 1 by a designed dimension D, and this cut sur 
face is also used as an incident surface for source light. As is 
apparent from FIG. 3, the remaining portion of the overhang 
portion 7 after the cutting is formed as a projecting portion 8 
having a thickness equal to that of the thick portion, and the 
cut surface is formed as a surface parallel to the other portion 
of the incident surface. 

Referring to FIGS. 2 and 3, although a re?ecting surface 3 
is shown as a ?at surface, the re?ecting surface 3 really has a 
?ne uneven shape. The re?ecting surface 3 is designed to 
re?ect source light incident from the incident surface in 
many directions and to cause the emission surface 2 to 
?nally emit uniform light. Although various improved 
shapes are proposed as the uneven shape, descriptions 
thereof are omitted here. Referring to FIG. 1, a gate mark 9 
is formed in the overhang portion 7. As is apparent from this, 
a gate G in the mold is arranged as to face one surface of the 
overhang portion 7, i.e., the same plane as that of the emis 
sion surface 2. 

Therefore, the material supplied from a runner R is 
injected from the gate G into a cavity and then the course of 
the material is bent at about 90°. 

As described above, an ultra-thin light guide plate is used 
in this embodiment and the size of the light guide plate will 
be described below. Referring to FIG. 1, the lengths of the 
incident surface 1 and the lower surface 4 are 180 mm 
respectively, and the lengths of side surfaces 5 and 6 are 143 
mm respectively. Referring to FIG. 3, the thick portion has a 
thickness of 3.5 mm, and the thin portion has a thickness of 
1.5 mm. The projecting dimension D of the projecting por 
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6 
tion 8 is 0.3 mm. A distance between the center of the gate 
mark 9 and the incident surface 1 is 18 mm. 

A method of manufacturing the light guide plate by inj ec 
tion molding will be described below. The manufacturing 
method is to be described with reference to a mold structure, 
as a matter of course. However, a complex drawing is omit 
ted here and the semi-?nish state of the light guide plate 
shown in FIGS. 1 and 2 will be compared to a molding 
cavity for the sake of descriptive convenience. Therefore, the 
cavity for forming the overhang portion 7 is called a supple 
mentary cavity because the overhang portion 7 is cut off 
after molding as described above. 

In molding, referring to FIG. 2, the acrylic-resin-based 
molten material injected from the gate G through the runner 
R advances in the supplementary cavity as curving 90°. 
Since the supplementary cavity has a width which increases 
along the direction of the advance, the material ?ows into the 
cavity near the incident surface from an area larger than that 
of the gate G at a uniform pressure. Thereafter, although the 
molten material laterally spreads in the form of a fan, the 
molten material, as a whole, ?ows from the thick portion on 
the incident surface side to the thin portion on the lower side 
portion. Although the direction of the ?ow is not exactly 
parallel, the molten material ?ows at the degree of parallel 
ization considerably higher than that of the prior art 
described in FIG. 9, at a uniform pressure. 

In this manner, according to this embodiment, although 
the ultra-thin light guide plate is made, the material regularly 
?ows in the regions in the cavity by an ordinary molding 
machine under ordinary pressure control and temperature 
control to ?ll the cavity and corners thereof completely. In 
addition, the uneven shape formed on the re?ecting surface 
can be well transferred, no weld line is formed and warping 
is avoided in spite of the ultra-thin light guide plate. 

In this embodiment, attention must be paid to that the 
?owing portion from the supplementary cavity to the thick 
portion has a length which is about 1/7 the length of the 
incident surface 1. In order to obtain a further well material 
?ow, the ratio of the length of the ?owing portion to the 
length of the incident surface 1 may be increased, and the 
supplementary cavity may be formed as indicated exemplary 
by a two-dot chain line in FIG. 1. In this case, as in another 
case described later, the uniformity of light emitted from the 
emission surface has no abnormality. 

After the semi-?nish structure is molded, the overhang 
portion 7 is cut. This cutting may be performed by using 
various cutters including a diamond cutter. In this 
embodiment, the cutting was performed by a conventional 
cutter having a rotary blade for cutting an acrylic material. 
Referring to FIG. 5, it is ideal that this cut surface is on the 
same plane as that of the incident surface 1. However, in 
consideration of mass production, the cutting is performed at 
a position distant from the incident surface 1 by 0.3 mm. 

In the light guide plate manufactured as described above, 
the incident surface portion, other than the cut surface, is 
formed as a specular surface. Therefore, it must be examined 
whether the presence of the projecting portion 8 and the 
roughness of the cut surface prevent the emission surface 2 
from emitting light having a uniform distribution. Thus, the 
examination result is described below. 
A light guide plate having the above size and a cut surface 

having a surface roughness of 10 pm in unit of 10-point 
average roughness (Rz) and a light guide plate having the 
above size and a cut surface having a surface roughness of 
60 pm in the unit were prepared. The luminance (cd/m2) of 
light emitted from emission surfaces were measured, and the 
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luminance are compared with a measurement value for the 
specular surface obtained by polishing the cut surface. The 
results are shown in the following table. In this 
measurement, a cold cathode tube having a diameter of 3 
mm and a tube surface luminance of 13,700 cd/m2 was 
arranged 1 mm distant from the incident surface 1 in the 
longitudinal direction of the incident surface 1. A lamp 
holder having an inner surface of a silver re?ecting side 
opposite to the incident surface opposing the surface with 
respect to the cold cathode tube. In addition, a sheet having a 
front surface on which a silver re?ecting surface was formed 
was arranged along the rear side of the re?ecting surface 3 of 
the light guide plate such that the silver re?ecting surface 
was almost parallel to the re?ecting surface 3 of the light 
guide plate. Three positions located near the central portion 
of the incident surface and distant from the incident surface 
toward the lower surface 4 were set, respectively. 

TABLE 

Surface 
Roughness Measurement Position 

(Rz) 10 mm 71 mm 132 mm 

10 pm 691 972 6 81 
60 pm 748 633 593 
Specular 696 699 672 
Surface 

According to the above measurement results, it was clari 
?ed that luminance uniformity was considerably degraded at 
a surface roughness of 60 um, and that the luminance unifor 
mity at a surface roughness of 10 m was almost equal to the 
luminance uniformity obtained by performing specular ?n 
ish. It was also clari?ed that the measurement result obtained 
by performing the specular ?nish was not in?uenced by the 
presence of the projecting portion. 

Since the above results were obtained, cut surfaces having 
four surface roughnesses of 20 um, 30 um, 40 um, and 50 um 
were prepared to measure luminance at the position of 10 
m where abnormal issue occurred at the surface roughness 
of 60 um. FIG. 4 is a graph on which measurement results 
obtained by a total of 7 cut surfaces are plotted. 

As a result, it was clari?ed that the surface roughness of 
the cut surface was set to be 50 um without any problem in 
the light guide plate having the size of this embodiment. 
When measurement was performed such that the projecting 
dimension (D) of the projecting portion 8 in the light guide 
plate having a cut surface having a surface roughness of 50 
um was set to be 1 mm, the almost same result as described 
above could be obtained. For this reason, it was estimated 
that the projecting dimension could be further increased 
without any problem. However, when the projecting dimen 
sion was excessively large, the ?uorescent tube should be 
away from the incident surface by a distance corresponding 
to the excessive dimension, thereby increasing a surface 
light source device in size. Therefore, in consideration of 
manufacturing e?iciency, the projecting dimension is prefer 
ably set to be about 1 mm or less. 

In the above embodiment, as shown in FIG. 2, it should be 
noted that the gate G faces the plane extending from the 
emission surface 2. One reason why this arrangement is 
employed is that the following point is considered. That is, 
as is apparent from the size of the gate mark 9 shown in FIG. 
1, the size of the gate G of the ultra-thin light guide plate can 
be determined regardless of the thickness of the light guide 
plate. Another reason is that, when a material widely ?ows 
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8 
from the supplementary cavity to the thick portion, the pres 
sure acting on the material can be advantageously averaged 
to some extent. However, the present invention is not limited 
to this arrangement, and the gate G may be or arranged 
downward in FIG. 2. 

In addition, the thickness of the projecting portion 8 (i.e., 
the thickness of the overhang portion 7) need not be equal to 
the thickness of the thick portion as shown in FIG. 3. As 
shown in FIG. 6, the thickness may be decreased and the cut 
surface may be formed on a portion of the incident surface 
with respect to the latitudinal direction. In addition, the 
whole incident surface may be formed as a cut surface. In 
this case, the luminance slightly decreases as a whole, and 
material loss caused by cutting off the overhang portion 
increases. For this reason, in the light guide plate having the 
size described in the above embodiment, the thickness of the 
projecting portion 8 is preferably set to be 25 to 35 mm with 
respect to the longitudinal dimension of the incident surface, 
i.e., 180 mm. 

The position of the cut surface or the gate position is 
ideally located just at the central portion of the light guide 
plate in the lateral direction as shown in FIG. 1. However, if 
the position is laterally moved to some extent, the uniformity 
of outgoing light is rarely in?uenced. 

In addition, in the present invention, as shown in FIG. 1, 
overhang portions 5a and 6a each having a proper thickness 
may be arranged on the side surfaces 5 and 6, respectively. 
The overhang portions 5a and 6a are generally used to posi 
tion the light guide plate when the light guide plate is incor 
porated in the surface light source device. In the light guide 
plate manufactured by the conventional method shown in 
FIG. 9, there is trouble in ?lling the material into the thin 
portion. For this reason, when the overhang portions 5a and 
6a are to be arranged near the thin portion, the shape of the 
thin portion is not desirably transferred, with the result that 
the distribution of outgoing light in the thin portion cannot 
be made uniform. 

However, according to the present invention, the above 
problem can be solved. In this case, the reason why the 
overhang portions 5a and 6a are desirably arranged near the 
thin portion of the light guide plate is described below with 
reference to experiment data. 
The following table shows results obtained by measuring 

luminance distribution on the emission surfaces of an 8-inch 
(133.6 mm><175.5 mm) light guide plate having thicknesses 
of 3 mm on the incident surface and 1 mm on the lower 
surface and a 9-inch (160 mm><220 mm) light guide plate 
having thicknesses of 3 mm on the incident surface and 1 
mm on the lower surface. 

A case wherein the overhang portions 5a and 6a are 
arranged at the upper end positions of the side surfaces 5 and 
6 is represented by A; another case wherein the overhang 
portions 5a and 6a are arranged at positions which is 1/3 the 
distance between the incident surface 1 and the lower sur 
face 4 apart from the incident surface 1 is represented by B, 
and the other case wherein the overhang portions 5a and 6a 
are arranged at the lower end positions is represented by C. 
In addition, measurement positions are de?ned as follows. 
On the emission surface 2, [1], [2] and [3] are laterally 

aligned at a position 10 mm distant from the incident surface 
1, [4], [5] and [6] are laterally aligned at an intermediate 
position between the incident surface 1 and the lower surface 
4, and [7], [8] and [9] are laterally aligned at a position 10 
mm distant from the lower surface 4. At the same time, the 
following conditions are satis?ed. That is, [1], [4] and [7] are 
vertically aligned at a position 10 mm distant from the side 
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surface 5, [2], [5] and [8] are vertically aligned at an interme 
diate position between the side surfaces 5 and 6, and [3], [6] 
and [9] are vertically aligned at a position 10 mm distant 
from the side surface 6. 

In this case, the surface roughness of the cut surface of the 
overhang portion 7 is 10 pm in a unit of 10-point average 
roughness (R2). The tube surface luminance of the cold cath 
ode tube is 19,500 cd/m2 when the 8-inch light guide plate is 
used, and is 23,900 cd/m2 when the 9-inch light guide plate 
is used. Other experiment conditions are the same as those 
described in the above example. 

TABLE 

In Case of8 Inches 

(cd/rnZ) 

Position 
of 

Over— 
hang Measurement Position 

Pomon [1] [2] [3] [4] [5] [6] [7] [8] [9] 

A 964 1078 980 1060 1100 1065 1090 1080 1085 
B 995 1678 1020 1055 1100 1058 1060 1080 1065 
C 1040 1078 1050 1050 1100 1055 1038 1080 1035 

TABLE 

In Case of9 Inches 

(cd/rnZ) 

Position 
of 

Over— 
hang Measurement Position 

POItiOH [1] [2] [3] [4] [5] [6] [7] [8] [9] 

A 1030 1127 1035 1150 1150 1148 1165 1130 1170 
B 1060 1127 1075 1142 1150 1145 1100 1130 1110 
C 1110 1127 1116 1135 1150 1138 1115 1130 1120 

As is apparent from the above two tables, when the over 
hang portions 5a and 6a are closer to the incident surface 1, 
the luminance at positions near both the ends ([1] and [3]) 
near the incident surface 1 much decrease. Therefore, in con 
sideration of the uniformity of the luminance distribution on 
the emission surface 2, the overhang portions 5a and 6a are 
preferably arranged at positions distant from the incident 
surface 1 and located on the side of lower surface 4 with 
respect to at least the intermediate position between the inci 
dent surface 1 and the lower surface 4, i.e., positions near the 
thin portion. 

According to the present invention, assume that a mold 
having a structure in which a molten material injected from 
the gate ?ows from the incident surface 1 to the lower sur 
face 4 is used. In this case, when the overhang portions 5a 
and 6a are arranged on the side of lower surface 4 with 
respect to the intermediate position between the incident sur 
face 1 and the lower surface 4, the overhang portions 5a and 
6a having good shape transferring characteristic and a high 
shape accuracy can be easily formed. When the shape accu 
racy of the overhang portions 5a and 6a is high as described 
above, an accuracy in positioning the light guide plate can be 
increased. 

The relationships between positions (A, B, C) of the over 
hang portions 5a and 6a with respect to the incident surface 1 
and the decrease in luminance near both the ends near the 
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10 
incident surface 1 are the same as those obtained for a light 
guide plate having a uniform thickness from the incident 
surface 1 to the lower surface 4. For this reason, also in this 
case, the mold preferably has the structure in which the mol 
ten material injected from the plate ?ows from the incident 
surface 1 to the lower surface 4 and the overhang portions 
5a, 6a are desirably arranged on the side of lower surface 4 
with respect to the intermediate position between the inci 
dent surface 1 and the lower surface 4. Although the over 
hang portions 5a and 6a are arranged on the side surfaces 5 
and 6 in FIG. 1, the overhang portions 5a and 6a may be 
arranged on the emission surface 2, the re?ecting surface 3, 
or the lower surface 4 depending on the situation. 

In addition, the shape of a light guide plate to which the 
present invention can be applied is not limited to the shape of 
the light guide plate described in this embodiment as a mat 
ter of course. More speci?cally, the present invention can be 
applied to the light guide plates having the shapes described 
in the above-mentioned known publications and the light 
guide plates having the shapes shown in FIGS. 7, 8 or 11. 
When the light guide plate having the shape shown in FIG. 
11 is used, it should be noted that two upper and lower 
incident surfaces are formed. 

In this case, when a mold structure is designed such that 
the molten material ?ows from one incident surface to the 
other incident surface, the material ?ows almost in the same 
manner as the embodiment shown in FIG. 1 while a gradual 
changing from a fan shape ?ow pattern with some extent into 
a parallel ?ow pattern is caused until it reaches the central 
position in the ?ow direction, i.e. the thin portion. Passing 
through the central position, a fan-like ?ow pattern tends to 
appear again because of the increasing thickness. 

However, in general, this tendency is very weak, with the 
result that ?lling is completely realized substantially in the 
same manner as the embodiment shown in FIG. 1, with the 
parallel ?ow pattern kept. 

It will be understood easily from the above detailed 
description that the present invention provides light guide 
plates for a surface light source device, including ones of 
ultra-thin types, which are not subject to incomplete ?lling 
in the cavity of the used mold, incomplete transferring of 
unevenness of various shapes and generation of weld line or 
warping, and further which enable uniform light emission. 
What is claimed is: 
[1. A light guide plate for a surface light source device, 

manufactured by injection molding, comprising: 
an incident surface in a longitudinal direction of a slender 

light source; and 
an emission surface for emitting incident light received at 

said incident surface, in a direction perpendicular to the 
longitudinal direction of said incident surface, 

said light guide plate being large in thickness at a position 
near said incident surface and decreasing in thickness 
with increasing distance from the incident surface, 

wherein said incident surface is partially or entirely 
formed as a cut surface which remains after cutting a 
protruding portion from the light guide plate, the pro 
truding portion having a supplemental cavity around an 
injection molding gate.] 

[2. A plate according to claim 1, wherein said cut surface 
is symmetrically formed with respect to an nearly central 
portion of said incident surface in the longitudinal direction] 

[3. A plate according to claim 1 or 2, wherein said cut 
surface is formed at a portion of said incident surface in a 
latitudinal direction] 

[4. A plate according to claim 1, wherein said cut surface 
projects from another plane of said incident surface.] 
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[5. A light guide plate according to claim 2, wherein said 
cut surface projects from another plane corresponding to the 
other portion of said incident surface] 

[6. A light guide plate according to claim 3, Wherein said 
cut surface projects from another plane corresponding to the 
other portion of said incident surface.] 

[7. A light guide plate according to claim 4 or 5, Wherein 
said cut surface projects so that said cut surface is parallel to 
another plane corresponding to the other portion of said inci 
dent surface, 

the projecting distance of said projection being not greater 
than about 1 mm, and said cut surface having a surface 
roughness of not greater than about 50 pm in terms of 
10-point average roughness (RZ).] 

[8. A light guide plate according to claim 6, Wherein said 
cut surface projects so that said cut surface is parallel to 
another plane corresponding to the other portion of said inci 
dent surface, 

the projecting distance of said projection being not greater 
than about 1 mm, and said cut surface having a surface 
roughness of not greater than about 50 pm in terms of 
10-point average roughness (RZ).] 

[9. A light guide plate according to claims 1, 2, 4 or 5, 
Wherein said light guide is provided With a protruding por 
tion Which has a location distant from said incident surface 
and functions for positioning said light guide plate When 
being assembled.] 

[10. A light guide plate according to claim 3, Wherein said 
light guide is provided With a protruding portion Which has a 
location distant from said incident surface and functions for 
positioning said light guide plate When being assembled.] 

[11. A light guide plate according to claim 6, Wherein said 
light guide is provided With a protruding portion Which has a 
location distant from said incident surface and functions for 
positioning said light guide plate When being assembled.] 

[12. A method of manufacturing a light guide plate for a 
surface light source device Which comprises an incident sur 
face in a longitudinal direction of a slender light source and 
an emission surface for emitting incident light received at 
said incident surface in a direction perpendicular to the lon 
gitudinal direction of said incidence surface, 

said light guide plate being large in thickness at a position 
near said incident surface and decreasing in thickness 
With increasing distance from the incident surface, the 
method comprising the steps of: 
(a) providing a mold With a gate arranged at a position 

separated from a desired position of the incident 
surface, the gate being separated along a plane of the 
emission surface, the mold being further provided 
With an additional cavity to guide molten material 
from said gate to the desired position of the incident 
surface; 

(b) injecting molten material into the mold through the 
gate to form a guide plate portion and a protruding 
portion, the guide plate portion connecting to the 
protruding portion in a vicinity of the desired posi 
tion of the incident surface; and 

(c) cutting the guide plate portion from the protruding 
portion in the vicinity of the desired position of the 
incident surface, the cutting operation providing a 
cut surface on the guide plate portion, the cut surface 
serving as at least a portion of the light incident sur 

face.] 
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[13. A method of manufacturing a light guide plate 

according to claim 12, Wherein said gate faces an extension 
plane of the emission surface or a plane parallel With the 
emission surface.] 

[14. A light guide preform comprising: 
a guide plate portion and a protruding portion, the guide 

plate portion connecting to the protruding portion in a 
vicinity of a desired position of a light incident surface, 
the guide plate portion having a thickness direction and 
a light emission surface, the light emission surface 
being arranged perpendicular to the thickness direction, 
the guide plate portion having a thickness Which 
decreases With increasing distance from the desired 
position of the incident surface, and 

the protruding portion being separated from the desired 
position of the incident surface, in a direction extending 
away from the guide plate portion along a plane encom 
passing the light emission surface, the protruding por 
tion have a thickness suf?cient to alloW uniform ?ow of 
a molten injection molding material therethrough.] 

15. A surface light source device comprising: 
a light source; and 
a light guide plate comprising: 

a single incidence surface next to which said light 
source is disposed for supplying light to said inci 
dence surface; 

a generally rectangular emission surface; and 
a re?ection surface which opposes said emission sur 
face and is provided with an uneven surface con?gu 
rationfor uniformizing emissionfrom said emission 
surface, 

wherein a thickness of said light guide plate decreases 
from a thick side ofsaid light guide plate to a thin 
side of said light guide plate opposing said thick 
side, said single incidence surface being provided 
only at said thick side, 

said incidence surface includes a cut portion from 
which a protruding portion is cut, the protruding 
portion having connected said incidence surface to a 
molding gate which ispositionedfrom said incidence 
surface by a predetermined distance and is aligned 
longitudinally with a centerportion ofsaid incidence 
face, and 

said protruding portion has a plane shape which gets 
wider as approaching said incidence surface from 
said molding gate, and is generally symmetric with 
respect to a center line running from said molding 
gate toward said center portion of said incidence 
surface, 

wherein the light guide plate is formed by injection 
molding using the molding gate so that weld lines 
and warping in the light guide plate are reduced. 

16. A surface light source device according to claim 15, 
wherein the light guide plate being formed by injection 
molding ?ows through said supplemental cavity having a 
longitudinal length less than a longitudinal length of the 
incident surface. 

17. A surface light source device according to claim 15, 
wherein the emission surface extends in a plane, and the 
injection molding gatefaces the plane ofthe emission sur 
face. 
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