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(57) ABSTRACT 

An in?atable, conformable, cushioning, packaging product 
comprises a plurality of individual in?atable strips of mul 
tiple bubble cushioning structures. Each individual in?atable 
strip has a plurality of bubble chambers with each bubble 
chamber interconnected to an adjacent bubble chamber by 
an interconnecting passageway which is smaller in siZe and 
internal volume than the bubble chambers, but which is suf 
?ciently large to enable air volume and pressure in one 
in?ated bubble chamber to be transmitted to adjacent bubble 
chambers for distributing a shock load on one bubble cham 
ber along the entire length of the individual in?atable strip of 
interconnected bubble chambers. Each individual in?atable 
strip is de?ned between two laterally extending spaced apart 
peripheral seal lines which have an undulating con?guration 
free of corner shapes which could concentrate stresses. 
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INFLATABLE, CUSHIONING, BUBBLE WRAP 
PRODUCT HAVING MULTIPLE, 

INTERCONNECTED, BUBBLE STRUCTURES 

Matter enclosed in heavy brackets [ ] appears in the 
original patent but forms no part of this reissue speci?ca 
tion; matter printed in italics indicates the additions 
made by reissue. 

This is a continuation of Ser. No. 09/717,782, ?led Nov. 
21, 2000, now US. Pat. No. 6,410,119. 

BACKGROUND OF THE INVENTION 

This invention relates to an in?atable, cushioning, bubble 
wrap product. 

This invention relates particularly to a bubble wrap prod 
uct which has the bubbles formed in individual in?atable 
strips. The individual in?atable strips extend laterally across 
the width of a sheet of ?lm material, and each individual 
in?atable strip has a plurality of bubble chambers with each 
bubble chamber interconnected to an adjacent bubble cham 
ber by an interconnecting passageway. The interconnected 
passageway is smaller in siZe and in internal volume that the 
bubble chambers but is su?iciently large to enable air vol 
ume and pres sure in one in?ated bubble chamber to be trans 
mitted to adjacent bubble chambers for distributing a shock 
load on one bubble chamber along the entire length of the 
individual in?atable strip of interconnected bubble cham 
bers. 

This invention relates particularly to a bubble wrap prod 
uct in which each individual in?atable strip is de?ned 
between two laterally extending spaced apart peripheral seal 
lines which have an undulating con?guration free of corner 
shapes which could concentrate stresses. 
Webs of plastic ?lm which are constructed to permit the 

production of patterns of air ?lled envelopes, cushions and 
pillows have (in the past ten years or so) been used exten 
sively for cushioning objects to be transported in containers. 
The thin webs incorporate two thin sheets of plastic ?lm 

and are inexpensive, tough, resilient and recyclable. 
In?ated pillow packagings which are created from these 

webs of plastic ?lm are used for void-?ll packaging to 
replace products such as crumpled paper or polyethylene 
peanuts and for protective packaging to replace molded or 
extruded forms. 

US. Pat. Nos. 5,454,642; 5,651,237; 5,755,328; 4,017, 
351; and 5,824,392 disclose methods, apparatus, and webs 
of plastic ?lm used for making strips of in?ated pillow pack 
aging of this general kind. Each of these US. patents is 
incorporated by reference in this application. 

Co-pending applications Ser. No. 09/207,129 ?led Dec. 8, 
1998, now US. Pat. No. 6,116,000, Ser. No. 09/439,552 
?led Nov. 12, 1999, now US. Pat. No. 6,209,286, and Ser. 
No. 09/638,843, ?led Aug. 14, 2000, also disclose methods, 
apparatus and webs of plastic ?lm of this general kind. Each 
of these three co-pending applications is assigned to the 
same assignee as the assignee of this application. Each of 
these three co-pending applications is incorporated in this 
application by reference. 

It is a primary object of the present invention to construct 
a web of two sheets of ?lm material in a pattern of seal lines 
which enables an in?atable, conformable, cushioning, mul 
tiple bubble strip, packaging product to be produced which 
has signi?cant functional and economic advantages over 
existing bubble packaging. 

It is a related object to construct an in?atable packaging 
product which enables in?ated bubble chambers to be large 
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2 
enough so that only a single layer of in?ated packaging 
product can provide the necessary cushioning for many 
objects. 

It is a related object to construct an in?atable packaging 
product in which substantially all of the area of the packag 
ing product is available for in?ation to provide cushioning. 

It is a related object to construct an in?atable packaging 
product which is highly conformable to provide effective 
cushioning at all angles of possible shock loads on the object 
being shipped. 

It is a related object to construct an in?atable packaging 
product in which the seal lines for in?atable bubble struc 
tures have an undulating con?guration free of corner shapes 
or sharp bends which could concentrate stresses. 

It is a related object to construct an in?atable packaging 
product having a plurality of individual in?atable strips of 
multiple bubble cushioning structures which extend laterally 
across the longitudinal length a web of in?ated ?lm material 
and in which each bubble chamber in an individual in?atable 
strip is interconnected to an adjacent bubble chamber by an 
interconnecting passageway which is smaller in siZe and 
internal volume than the bubble chambers but which is su?i 
ciently large to enable air volume and pressure in one 
in?ated bubble chamber to be transmitted to adjacent bubble 
chambers for distributing a shock load on one bubble cham 
ber along the entire length of the in?atable strip of intercon 
nected bubble chambers. 

SUMMARY OF THE PRESENT INVENTION 

An in?atable, conformable, cushioning, multiple bubble 
strip, packaging product is constructed for interposing 
between and engagement with both the interior surfaces of a 
shipping container and the outer surfaces of one or more 
objects packaged within the shipping container. The in?at 
able packaging product is constructed, when in?ated, to 
reduce or to eliminate the transfer of shock load from the 
shipping container to the objects packaged within the ship 
ping container. 
The packaging product comprises a ?rst sheet of ?lm 

material and a second sheet of ?lm material. The sheets have 
substantially equal lengths and substantially equal widths. 
The sheets are joined together as a web in a pattern of seal 
lines. 
The pattern of seal lines form an in?ation channel which 

extends linearly along the length of the sheets for receiving 
pressurized air from an outlet end of an in?ation tube. 

The pattern of seal lines also form a plurality of individual 
in?atable strips of multiple bubble cushioning structures 
which extend laterally from the in?ation channel. 

Each individual in?atable strip has a plurality of bubble 
chambers with each bubble chamber interconnected to an 
adjacent bubble chamber by an interconnecting passageway 
which is smaller in siZe and internal volume than the bubble 
chambers but which is suf?ciently large to enable air volume 
and pressure in one in?atable bubble chamber to be transmit 
ted to adjacent bubble chambers for distributing a shock load 
on one bubble chamber along the entire length of the indi 
vidual in?atable strip of interconnected bubble chambers. 

Each individual in?atable strip of multiple bubble cush 
ioning structures has an entrance port connecting the ?rst 
bubble chamber in the strip to the in?ation channel for 
receiving pressurized air at the in?ation station to in?ate all 
of the bubble chambers in the individual in?atable strip. 
The entrance port is con?gured to permit the entrance port 

to be sealed by a line seal formed across the entrance port by 



US RE42,24O E 
3 

a heated sealing element at a sealing station as the Web of 
?lm material is continuously and uninterruptedly trans 
ported through the sealing station after the bubble chambers 
have been in?ated at the in?ation station. 

Each individual in?atable strip is de?ned betWeen tWo 
laterally extending spaced apart peripheral seal lines of the 
pattern. The peripheral seal lines have an undulating con 
?guration free of comer shapes or sharp bends Which could 
concentrate stresses. 

The peripheral seal lines have a generally sinusoidal con 
?guration as vieWed from above the Web formed by the tWo 
sheets. 

In a preferred embodiment of the present invention the 
bubble chambers in one individual in?atable strip are later 
ally offset With respect to the bubble chambers in an imme 
diately adjacent individual in?atable strip so that a bubble 
chamber in one in?atable strip is opposite an interconnecting 
passageWay in an immediately adjacent in?atable strip. 

In a preferred embodiment of the present invention a 
peripheral seal line on one side of a ?rst in?atable strip is 
also a peripheral seal line for a second individual in?atable 
strip Which is immediately adjacent said one side of the ?rst 
in?atable strip. 

In the present invention the bubble chambers can be made 
suf?ciently large so that only a single layer of the in?ated 
packaging product can provide the necessary cushioning for 
many objects. 

In one embodiment of the present invention the in?ation 
channel extends along one side edge of the Web, and each 
individual in?atable strip extends across substantially the 
entire Width of the Web. 

In another embodiment of the present invention the in?a 
tion channel extends along a center portion of the Web, and 
the individual in?atable strips extend laterally outWardly 
from the central in?ation channel toWard the peripheral side 
edges of the Web. 

In?atable packaging products Which incorporate the fea 
tures described above and Which function as described above 
comprise additional objects of the invention. 

Other and further objects of the present invention Will be 
apparent from the folloWing description and claims and are 
illustrated in the accompanying draWings, Which by Way of 
illustration, shoW preferred embodiments of the present 
invention and the principles thereof and What are noW con 
sidered to be the best modes contemplated for applying these 
principles. Other embodiments of the invention embodying 
the same or equivalent principles may be used and structural 
changes may be made as desired by those skilled in the art 
Without departing from the present invention and the pur 
vieW of the appended claims. 

BRIEF DESCRIPTION OF THE DRAWING 
VIEWS 

FIG. 1 is an isometric vieW shoWing a bubble Wrap prod 
uct constructed in accordance With one embodiment of the 
invention. FIG. 1 shoWs a patterned Web of the bubble Wrap 
product in the process of being in?ated and sealed. The pat 
terned Web is taken off of a storage roll and then advanced 
through a machine. The machine in?ates bubble chambers of 
the patterned Web at an in?ation station and then seals the air 
in the in?ated bubble chambers at a sealing station. 

FIG. 2 is a top plan vieW of a portion of the unin?ated Web 
shoWn in FIG. 1. 

FIG. 3 is a plan vieW like FIG. 2 but shoWing a packaging 
product constructed in accordance With another embodiment 
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4 
of the present invention. In FIG. 3 the in?ation channel 
extends through the center portion of the Web While in FIG. 2 
the in?ation channel extends along one side portion of the 
Web. 

FIG. 4 is a vieW like FIG. 2 but shoWing a packaging 
product having bubble chambers Which are smaller in siZe 
than those of FIG. 2. 

FIG. 5 is a vieW like FIG. 3 but shoWing a packaging 
product having smaller siZe bubble chambers. 

FIG. 6 is an isometric vieW shoWing hoW the in?ated 
packaging product (see the in?ated product shoWn in the 
loWer part of FIG. 1) is used to envelope and cushion an 
object to be shipped Within a shipping container. In FIG. 6 
the object to be shipped is a generally rectangular shaped 
object. FIG. 6 shoWs hoW the construction of the in?ated 
packaging product of the present invention is readily con 
formable to Wrap around all surfaces of the rectangular 
object, including the corner areas of the object, to provide 
cushioning against shock loads imposed at any angle on the 
outer shipping container. FIG. 6 also shoWs hoW the shape, 
siZe and volumes of the in?ated bubble chambers are large 
enough so that a single layer of the packaging product can 
provide the necessary cushioning for the object to be 
shipped. 

FIG. 7 is an isometric vieW like FIG. 6 but shoWing the 
in?ated packaging product of the present invention can be 
Wrapped about a cup to cushion the cup for shipment Within 
the outside container. 

DETAILED DESCRIPTION OF THE PREFERRED 
EMBODIMENTS 

FIG. 1 is an isometric vieW shoWing a bubble Wrap prod 
uct 11 constructed in accordance With one embodiment of 
the present invention. 

FIG. 1 shoWs a patterned Web of the bubble Wrap product 
11 in the process of being in?ated and sealed. 
As illustrated in FIG. 1 the unin?ated patterned Web of the 

bubble Wrap product 11 is stored on a storage roller 13 and is 
looped over guide rollers 15 and 17 as the Web 11 is 
advanced, in the direction indicated by the block arroW 18, to 
and through a machine 19. 
The machine 19 in?ates bubble cushioning structures and 

interconnecting passageWays With pressurized air at an in?a 
tion station and seals the pressuriZed air Within the bubble 
chambers and the interconnecting passageWays at a sealing 
station (as Will be described in more detail beloW). 

In the preferred embodiments of the present invention the 
bubble Wrap product 11 is constructed so that the in?ation 
and sealing can be accomplished as the Web 11 is moved 
continuously, Without interruption or intermittent stopping, 
through the machine 19 during a production run. This Will 
also be described in more detail beloW. 

The loWer part of FIG. 1 shoWs the Web 11 in its in?ated 
form and ready for use as a cushioning packaging product. 

In the in?ated form individual in?ated strips 21 extend 
laterally across the Width of the Web 11. 

Each individual in?ated strip 21 comprises a series of 
in?ated bubble chambers 23 With each bubble chamber 23 
interconnected to an adjacent bubble chamber 23 by an inter 
connecting passageWay 25. 
The interconnecting passageWays 25 are smaller in siZe 

and internal volume than the bubble chambers 23, but the 
passageWays 25 are suf?ciently large to enable air volume 
and pressure in one in?ated bubble chamber 23 to be trans 
mitted to adjacent bubble chambers 23 for distributing a 



US RE42,240 E 
5 

shock load (imposed on or near one bubble chamber 23) 
along the entire length of the individual strip 21 of intercon 
nected bubble chambers 23. 

The interconnecting passageways 25 also function to 
facilitate bending or creasing of the packaging product 11 by 
folding or bending along a line passing through the passage 
Ways 23 at any one of a number of varied angles. This func 
tion Will be better understood With reference to FIGS. 6 and 
7 described in more detail beloW. This function enables the 
packaging product 11 to be highly conformable to enable 
and to cushion the object being shipped, as also Will become 
more apparent from a revieW of FIGS. 6 and 7. 

A seal line 27 produced by the in?ating and sealing 
machine 19 (see the bottom part of FIG. 1) closes one end 
(the right hand end as vieWed in FIG. 1) of each in?ated strip 
21. 

The length of the in?ated packaging product to be used for 
any particular application can be determined either by cut 
ting across the in?ated Web 11 or by detaching along pre 
formed perforation lines (not shoWn in FIG. 1). 

The seal line 27 is formed by the in?ating and sealing 
machine 19, but the seal line pattern on the upper part of the 
Web 11 shoWn in FIG. 1 is preformed either by a pressing 
machine or by a continuous roller mechanism. 

Pattern forming machines of these kinds are disclosed in 
several of the Us. patents Which are incorporated by refer 
ence in this application. 

The Web 11 is formed of a ?rst sheet of ?lm material and a 
second sheet of ?lm material With both sheets having sub 
stantially equal lengths and substantially Widths. 
The ?rst and second sheet can be separate sheets or can be 

a single sheet that is folded over to provide the tWo sheets. 

The tWo sheets are joined together in a Web by the pattern 
of seal lines shoWn in the top part of FIG. 1. 

The pattern of seal lines shoWn in the top part of FIG. 1 
form an in?ation channel 31 Which extends linearly along 
the length of Web 11. 

In the particular embodiment of the packaging product 11 
shoWn in FIG. 1, the in?ation channel 31 extends along one 
side edge portion of the Web 11. 

In the embodiment shoWn in FIG. 3, the in?ation channel 
31 extends linearly along a center portion of the Web 11. 

The in?ation channel 31 is de?ned betWeen spaced apart 
seal lines 33 and 35. 

The seal line 33 is opened at spaced intervals to provide 
outlet ports 37. The outlet ports 37 function to permit a 
certain amount of the in?ation pres sure in the in?ation chan 
nel 31 to be vented to atmosphere. 

In addition, the air that exits from the outlet ports 37 can 
be sensed by a pressure transducer (as described in applica 
tion Ser. No. 09/638,843 noW U.S. Pat. No. 6,659,150 incor 
porated by reference in this application) to alloW for accurate 
position sensing of the individual in?atable strips 21 as these 
strips move through the machine 19. This sensing of escap 
ing air through the outlet ports 37 can be used as signals for 
counting the number of strips in?ated in a particular run 
through the machine and can also be used to stop the move 
ment of the Web 18 through the machine, after one produc 
tion run of a selected number of in?ated strips, at a position 
Which is the right position to start a subsequent production 
run of a selected number of in?ated strips 21. 

The seal line 35 is open at intervals to provide entrance 
ports 41. The entrance ports 41 permit pressuriZed air from 
the in?ation channel 31 to enter the individual in?atable 
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6 
strips 21 for in?ating the bubble chambers 23 and intercon 
necting passageWays 25 (as described above). 

Each individual and in?atable strip 21 is de?ned betWeen 
tWo laterally extending seal lines 43. 

In the preferred embodiments of the invention shoWn in 
FIGS. 147 each laterally extending seal line 43 serves as a 
common boundary betWeen tWo immediately adjacent 
in?atable strips 21 so that the only area of the in?atable 
portion of the Web 11 Which cannot be in?ated and used for 
cushioning is the very small area of the seal lines 43 them 
selves. 
As can best be seen by vieWing the loWer part of FIG. 1, 

the bubble chambers 23 of one individual in?atable strip 21 
are offset laterally With respect to the bubble chambers 23 of 
an immediately adjacent individual in?atable strip 21. A 
bubble chamber 23 in one strip is directly opposite a pas 
sageWay 25 of an immediately adjacent in?atable strip 21. 
The seal line 27 shoWn in the loWer part of FIG. 1 is 

formed across the inlet ports 41 at the sealing station of the 
machine 19 as the Web 11 is transported continuously and 
Without interruption through the sealing station and through 
the machine 19. 
The machine 19 shoWn in FIG. 1 is the same as the 

machine illustrated and described in detail in co-pending 
application Ser. No. 09/638,843 noW U.S. Pat. No. 6,659, 
150 ?led Aug. 14, 2000, entitled “Methods and Apparatus 
for In?ating and Sealing PilloWs in Packaging”, AndreW 
Perkins, Oliver M. Reyes, Phillip Borchard, and Nicholas P. 
De Luca, inventors, assigned to the same assignee as the 
assignee of this application and incorporated by reference in 
this application. 
A short summary of the parts of that machine as shoWn in 

FIG. 1 of the draWings in this application Will noW be 
described. 
The machine 19 includes a ?rst set of ?lm transport rollers 

51, a second set of ?lm transport rollers 53 and a drive 
mechanism, including a drive belt 55, for driving the ?lm 
transport rollers 51 and 53. 
An outlet bulb 57 of an in?ation tube 59 is positioned 

Within the in?ation channel 31 and introduces air under pres 
sure into the in?ation channel for in?ating the individual 
in?atable strips 21 by causing pressurized air to ?oW through 
the entrance ports 41. 
The outlet ports 37 Which are opposite certain ones of the 

entrance ports 41 serve to regulate the level of the air pres 
sure Within the in?ation channel 31 (as described in more 
detail in co-pending application Ser. No. 09/638,843 noW 
U.S. Pat. No. 6,659,150 incorporated by reference in this 
application). 
The seal line 27 is formed across the entrance ports 41 as 

the strip of the ?lm Which contains the entrance ports 41 is 
passed through a sealing station. The ?lm is engaged With a 
sealing Wheel 61 on one side of the ?lm 11 and is engaged 
With a heated sealing element on the other side of the ?lm. 
The heated sealing element includes a fabric covered, elec 
trically heated Nicrom Wire. 
A slitting station (not shoWn in FIG. 1 but described in 

application Ser. No. 09/638,843 noW U.S. Pat. No. 6,659, 
150) slits the in?ation channel 31 to permit the Web 11 to 
pass over the in?ation tube 59 after the seal line 27 has been 
formed by the machine 19. 
The pressure of the in?ation air can range from 1/2 pounds 

per square inch gauge to 10 pounds per square inch gauge. 
The material of the tWo sheets making up the Web 11 can 

be loW density polyethylene or can be high density polyeth 
ylene. The thickness of the Web 11 can be one mil to ten 
mils. 
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The height of an in?ated bubble chamber 23 can be from 
1A inch to 9 inches. 

The con?guration of each seal line 43, as vieWed from 
above in FIG. 1, is, in the preferred embodiments of the 
present invention, a Wavy, undulating, curved con?guration 
Without corners or sharp bends that could concentrate 
stresses. 

In a speci?c embodiment as illustrated in FIGS. 1*7 of the 
draWings, the con?guration of a seal line 43 is generally 
sinusoidal, as vieWed from directly above. 
The center line of each individual in?atable strip 21 pref 

erably extends orthogonally across the Width of the Web 11, 
but the center line could be itself a Wavy con?guration and 
could extend at some angle other than directly orthogonal. 

FIG. 2 is an enlarged top plan vieW of a Web 11 having the 
line pattern structure shoWn in the top part of FIG. 1. 

FIG. 3 is a plan vieW like FIG. 2 but shoWs a packaging 
product constructed in accordance With another embodiment 
of the present invention. In FIG. 3 the in?ation channel 31 
extends through the center portion of the Web 11. 

In FIG. 2 the in?ation channel 11 extends along one side 
portion of the Web 11. 

The embodiment of the patterned Web 11 shoWn in FIG. 3 
is in?ated and sealed by an apparatus and method described 
in detail in co-pending application Ser. No. 09/439,552 ?led 
Nov. 12, 1999 noW U.S. Pat. No. 6,209,286, and titled 
“Machine and Method for Manufacturing a Continuous Pro 
duction of Pneumatically Filled In?atable Packaging 
Pillows”, AndreW Perkins, Nicholas P. De Luca, and Phillip 
Borchard, inventors, and assigned to the same assignee as 
the assignee of this application, and incorporated by refer 
ence in this application. 

In the embodiment shoWn in FIG. 3, tWo seal lines 27 are 
formed alongside the in?ation channel 31 and across the 
inlet ports 41. 

FIG. 4 is a vieW like FIG. 2 but shoWing a packaging 
product having bubble chambers Which are smaller in siZe 
than those of FIG. 2. 

FIG. 5 is a vieW like FIG. 3 but shoWing a packaging 
product having smaller siZe bubble chambers than FIG. 3. 

FIG. 6 is an isometric vieW shoWing hoW the in?ated 
packaging product 11 of the present invention is used to 
cushion a generally rectangular shaped object 71 Within a 
shipping container 73. 

FIG. 6 shoWs hoW the individual bubble chambers 23 are 
effectively engaged With all outer surfaces of the object 71 to 
envelope the object 71 Within the conformable in?ated pack 
aging product 11. 
As noted above, the interconnecting passageWays 25 in 

particular are readily foldable and bendable along lines as 
needed to facilitate conforming of the in?ated packaging 
product 11 to the particular object being shipped. The con 
struction of the individual in?atable strips Which permits a 
certain amount of bending or compressing of some parts of 
the in?ated strip (by transferring pressurized air to other 
parts of the in?ated strip) also facilitates conformation of the 
packaging product to the con?guration of the object being 
shipped. 
The conformability of the packaging product (the ability 

to Wrap all surfaces of the object, including comer areas of 
the object) provides cushioning against shock loads imposed 
at any angle on the outer shipping container 11. 

FIG. 6 also shoWs hoW the shape, siZe and volumes of the 
in?ated bubble chambers 23 are large enough so that a single 
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layer of the packaging product 11 can provide necessary 
cushioning for the object to be shipped. 

FIG. 7 is an isometric vieW like FIG. 6 but shoWs the 
in?ated packaging product 11 Wrapped about a cup 75 to 
cushion the cup for shipment Within the outer container 73. 

While We have illustrated and described the preferred 
embodiments of our invention, it is to be understood that 
these are capable of variation and modi?cation, and We 
therefore do not Wish to be limited to the precise details set 
forth, but desire to avail ourselves of such changes and alter 
ations as fall Within the purvieW of the folloWing claims. 
What is claimed is: 
1. A cellular cushioning material comprising tWo super 

posed sheets of ?lm material joined together along a plural 
ity of generally parallel, undulating seal lines arranged in a 
pattern such that adjacent ones of the seal lines are offset 
laterally of each other and form roWs of spaced apart bubble 
chambers With ?oW passageWays interconnecting adjacent 
ones of the bubble chambers in each roW and a last bubble 
chamber in each row being otherwise closed so that air can 
shift betWeen the chambers in a roW to accommodate loads, 
the ?oW passageWays in alternate roWs being positioned 
betWeen, aligned With, and formed by the same seal lines as 
the bubble chambers in the intermediate roWs so there is no 
dead space betWeen the bubble chambers and the ?oW pas 
sageWays in adjacent roWs, a longitudinally extending in?a 
tion channel, and laterally extending inlet ports intercon 
necting the in?ation channel and one of the bubble chambers 
in each of the roWs. 

2. The cellular cushioning material of claim 1 Wherein the 
undulating seal lines are generally sinusoidal. 

3. A cellular cushioning material comprising tWo super 
posed sheets of ?lm material joined together to form: 

a longitudinally extending in?ation channel near a longi 
tudinally extending edge of the material; 

a plurality of generally parallel, undulating seal lines 
arranged in a pattern such that adjacent ones of the seal 
lines are offset laterally of each other and form roWs of 
spaced apart bubble chambers With ?oW passageWays 
interconnecting adjacent ones of the bubble chambers 
in each roW and a last bubble chamber in each row 
being otherwise closed so that air can shift betWeen the 
chambers in a roW to accommodate loads, the ?oW pas 
sageWays in alternate roWs being positioned betWeen 
and aligned With the bubble chambers in the intermedi 
ate roWs; and 

laterally extending entrance ports interconnecting the 
in?ation channel and the ?rst bubble chamber in each 
of the roWs. 

4. The cellular cushioning material of claim 3 Wherein the 
seal lines are generally sinusoidal. 

5. The cellular cushioning material of claim 3 Wherein the 
bubble chambers are in?ated, and the sheets of ?lm material 
are sealed together along a longitudinally extending seal line 
Which crosses and closes off the entrance ports. 

6. The cellular cushioning material of claim 5 Wherein 
each of the bubble chambers has a height on the order of 1A 
inch to 9 inches. 

7. A cellular cushioning material comprising tWo super 
posed sheets of ?lm material joined together to form: 

an in?ation channel Which extends longitudinally of the 
material near a lateral edge of the material; 

a plurality of generally parallel, undulating seal lines 
Which extend laterally on one side of the in?ation chan 
nel and form roWs of spaced apart bubble chambers 
With ?oW passageWays interconnecting adjacent ones 
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of the bubble chambers in each roW and a last bubble 
chamber in each row being otherwise closed so that air 
can shift betWeen the chambers in a roW to accommo 

date loads; and 
laterally extending entrance ports interconnecting the 

in?ation channel and the ?rst bubble chamber in each 
of the roWs. 

8. The cellular cushioning material of claim 7 Wherein the 
seal lines are generally sinusoidal. 

9. The cellular cushioning material of claim 7 Wherein 
bubble chambers are in?ated, and the sheets of ?lm material 
are sealed together along a longitudinally extending seal 
lines Which crosses and closes off the entrance ports. 

10. The cellular cushioning material of claim 9 Wherein 
each of the in?ated bubble chambers has a height on the 
order of 1A inch to 9 inches. 

11. The cellular cushioning material of claim 1 Wherein 
the bubble chambers are in?ated, and the sheets of ?lm 
material are sealed together along a longitudinally extending 
seal line Which crosses and closes off the entrance ports. 

12. The cellular cushioning material of claim 1 Wherein 
the in?ation channel is positioned near an edge of the 
material, and the bubble chambers are located on only one 
side of the in?ation channel. 

13. The cellular cushioning material of claim 1 Wherein 
the in?ation channel is positioned betWeen tWo edges of the 
material, and the bubble chambers are located on both sides 
of the in?ation channel. 

14. A cellular cushioning material comprising two super 
posed sheets of ?lm material joined together to form a plu 
rality ofcurvilinear seal lines arranged in apatternforming 
rows of spaced apart bubble chambers with a ?rst chamber 
in each row having an opening near a longitudinal edge of 
the ?lm material, and ?ow passageways interconnecting 
adjacent chambers in each row, wherein a last bubble cham 
ber in each row is otherwise closed so that air can shift 
between the chambers in a row; wherein each row of cham 
bers has an axis which is generallyperpendicular to a longi 
tudinal axis ofthe?lm material. 

15. The cellular cushioning material ofclaim 14 wherein 
the curvilinear seal linesform generally circular chambers. 

16. The cellular cushioning material ofclaim 14 wherein 
the ?lm material comprises a single sheet folded over to 
provide the two superposed sheets. 

17. The cellular cushioning material ofclaim 14 wherein 
adjacent rows of chambers share a common curvilinear seal 
line. 

18. A cellular cushioning material comprising two super 
posed sheets of ?lm material joined together to form a plu 
rality ofwavelike seal lines arranged in a pattern forming 
rows of spaced apart bubble chambers with a ?rst chamber 
in each row having an opening near a longitudinal edge of 
the ?lm material, and ?ow passageways interconnecting 
adjacent chambers in each row, wherein a last bubble cham 
ber in each row is otherwise closed so that air can shift 
between the chambers in a row; wherein each row of cham 
bers has an axis which is generallyperpendicular to a longi 
tudinal axis ofthe?lm material. 

19. The cellular cushioning material ofclaim 18 wherein 
the wavelike seal lines are generally sinusoidal. 

20. The cellular cushioning material ofclaim 18 wherein 
the ?lm material comprises a single sheet folded over to 
provide the two superposed sheets. 

2]. The cellular cushioning material ofclaim 18 wherein 
adjacent rows of chambers share a common wavelike seal 
line. 

22. An in?ated cellular cushioning material comprising 
two superposed sheets of ?lm material joined together to 
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form a plurality of continuous curvilinear seal lines 
arranged in a pattern forming rows of spaced apart bubble 
chambers; wherein the chambers in each row have ?ow pas 
sageways interconnecting adjacent chambers so that air can 
shift between chambers in a row to accommodate loads; and 
wherein a ?rst bubble chamber in each row is closed by a 
longitudinal seal line extending near an edge of the ?lm 
material. 

23. The in?ated cellular cushioning material ofclaim 22 
wherein each row ofchambers has an axis which is generally 
perpendicular to a longitudinal axis ofthe?lm material. 

24. The in?ated cellular cushioning material ofclaim 22 
wherein the curvilinear seal lines form generally circular 
chambers. 

25. The in?ated cellular cushioning material ofclaim 22 
wherein adjacent rows ofchambers share a common curvi 
linear seal line. 

26. An in?ated cellular cushioning material comprising 
two superposed sheets of ?lm material joined together to 
form aplurality ofcontinuous wavelike seal lines arranged 
in a pattern forming rows of spaced apart bubble chambers; 
wherein the chambers in each row have ?ow passageways 
interconnecting adjacent chambers so that air can shift 
between chambers in a row to accommodate loads; and 

wherein a ?rst bubble chamber in each row is closed by a 
longitudinal seal line extending near an edge of the ?lm 
material. 

27. The in?ated cellular cushioning material ofclaim 26 
wherein each row ofchambers has an axis which is generally 
perpendicular to a longitudinal axis ofthe?lm material. 

28. The in?ated cellular cushioning material ofclaim 26 
wherein the wavelike seal lines are generally sinusoidal. 

29. The in?ated cellular cushioning material ofclaim 26 
wherein adjacent rows ofchambers share a common wave 
like seal line. 

30. A cellular cushioning material comprising two super 
posed sheets of ?lm material joined together to form a plu 
rality ofseal lines arranged in a pattern forming rows of 
spaced apart chambers with a ?rst chamber in each row 
having an opening near a longitudinal edge of the ?lm 
material, and relatively narrow ?ow passageways intercon 
necting adjacent chambers in each row, wherein a last 
bubble chamber in each row is otherwise closed so that air 

can shift between the chambers in a row; wherein the rela 

tively narrow ?ow passageways are free of corner shapes or 
sharp bends. 

3]. The cellular cushioning material ofclaim 30 wherein 
the seal linesform generally circular chambers. 

32. The cellular cushioning material ofclaim 30 wherein 
the ?lm material comprises a single sheet folded over to 
provide the two superposed sheets. 

33. The cellular cushioning material ofclaim 30 wherein 
adjacent rows of chambers share a common seal line. 

34. The cellular cushioning material ofclaim 30 wherein 
each row of chambers has an axis which is generally perpen 
dicular to a longitudinal axis ofthe?lm material. 

35. The cellular cushioning material ofclaim 30 wherein 
the seal lines are generally sinusoidal. 

36. An in?ated cellular cushioning material comprising 
two superposed sheets of ?lm material joined together to 
form aplurality ofcontinuous seal lines arranged in a pat 
tern forming rows of spaced apart chambers; wherein the 
chambers in each row have relatively narrow ?ow passage 
ways interconnecting adjacent chambers so that air can shift 
between chambers in a row to accommodate loads; wherein 
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the relatively narrow ?ow passageways are free of corner 38. The in?ated cellular cushioning material ofclaim 36 
shapes or sharp bends; and wherein a ?rst chamber in each wherein the seal lines form generally circular chambers. 
row is closed by a longitudinal seal line extending near an 39. The in?ated cellular cushioning material ofclaim 36 
edge of the ?lm material. wherein adjacent rows of chambers share a common seal 

37. The in?ated cellular cushioning material ofclaim 36 5 line. 
wherein each row ofchambers has an axis which is generally 
perpendicular to a longitudinal axis ofthe?lm material. * * * * * 


