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sorbing material and a getter material, in Which said moisture 
sorbing material is a chemical drying agent. 
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THERMALLY INSULATING JACKET AND 
RELATED PROCESS 

Matter enclosed in heavy brackets [ ] appears in the 
original patent but forms no part of this reissue speci?ca 
tion; matter printed in italics indicates the additions 
made by reissue. 

This application is a continuation-in-part of US. Ser. No. 
08/038,643 ?led Mar. 29, 1993, now abandoned which in turn 
is a Continuation in that it discloses and claims subject matter 
in addition to that disclosed in prior, U.S. Ser. No. 07/979,326 
entitled “IMPROVED PROCESS FOR EVACUATING A 
THERMALLY INSULATING JACKET AND IN PAR 
TICULAR THE JACKET OF A DEWAR OR OF ANOTHER 
CRYOGENIC DEVICE” ?led Nov. 20, 1992, abandoned. 

BACKGROUND OF THE INVENTION 

1) Field of the Invention 
The present invention relates to an improved process for 

evacuating a thermally insulating jacket and in particular the 
jacket of a dewar or of another cryogenic device, like for 
instance dedicated pipings for the storage and/ or the transport 
of cryogenic gases such as nitrogen, oxygen, hydrogen, 
helium, argon etc. or of other substances requiring the main 
tenance of a temperature different from room temperature, 
usually lower, the insulating features of said jackets being 
notoriously reached by means of vacuum and of an insulating 
material. 

The new process is particularly advantageous, as it allows 
said jacket to be put in condition to work in a very short time. 

2) The Prior Art 
It is known, according to the common practice, to use for 

the purposes above dewars or pipings having a vacuum jacket 
in order to reach an adequate thermal insulation. As a further 
therrnoinsulating measure, there is usually inserted in the 
jacket an insulating material like glass wool, expanded 
organic polymers (e.g. polyurethane and resins having vari 
ous compositions) and, very frequently, the so called “multi 
layers”. These latter are consisting of alternated sheets made 
from organic polymers (such as polyole?nes), preferably 
showing a cross-linked structure, and of aluminized plastics, 
obtained for instance, as it is known, by coating a plastic ?lm 
with aluminium by means of evaporation under vacuum. 

It is also known that the vacuum, in said jacket, has the 
tendency to degrade along the time, because of the outgassing 
of the inner components and even of the walls (namely by 
emission of gaseous species like CO, N2, H2, H2O, O2 etc.) 
and owing to possible “leaks” (namely penetration of an 
atmospheric gas). In order to maintain the vacuum, there is 
normally utilized a gas sorbing material, placed in the jacket 
and generally consisting of zeolites, molecular sieves, silica 
gel, activated carbon (charcoal) and other sorbing material 
having physical action. These substances have to be kept at a 
very low temperature, e. g. the temperature of liquid nitrogen 
or a lower one, in order to allow the sorption of the most part 
of such gaseous species. Moreover, the physical sorbing 
materials hereinabove do not effectively sorb hydrogen. 
Therefore it was required in the past for instance, to insert in 
the jacket palladium oxide, as disclosed by GB-A-92l273. Pd 
oxide in fact converts hydrogen into water, according to the 
reaction: 
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2 
Water is then physically sorbed by the zeolites or by the 

other physical adsorbents present in the jacket. 
A ?rst drawback, coming from the use of these techniques, 

is due to the fact that the preparation of the insulating j acket of 
the dewars or of pipings above requires a very long time, 
because the activation of the physical adsorbents (zeolites and 
the like) requires an extended thermal treatment under pump 
ing, which can even last several days. 
The process length is mainly determined by the necessity 

of reducing as far as possible the residual amount of water 
contained in the physical adsorbents and in the insulating 
materials. A shorter time could be reached by drastically 
increasing the temperature of the thermal treatment of the 
system (eg beyond 1500-200o C.), but frequently this treat 
ment can not be carried out because the involved materials are 

not consistent with such temperatures or because of practi 
cality grounds or of grounds bound to the process economics. 
A second drawback comes from the physical nature of the 

sorption, which makes the reaction reversible. Therefore, for 
instance, as a dewar is emptied and its inside is at room 
temperature, the sorbed gases are re-emitted thus giving rise 
to a certain pressure in the jacket. Consequently, during the 
?lling of the inner vessel (of the dewar or of the piping), 
already returned to room temperature, there is observed a 
vigorous boiling, with a gas loss, because of the worsened 
insulation conditions. These are re-established after a certain 
time, once the zeolites have been cooled down to cryogenic 
temperature and have sorbed again the gases. Such a problem, 
known as “boil-off” or reboiling, is a serious one, especially 
in the case of lique?ed gases like H2 and He, which are 
relatively expensive and endowed with a low heat of evapo 
ration. It should also be underlined the fact that a few of the 
known materials used so far do react with the lique?ed gas, 
with which they can occasionally get into contact, as soon as 
there is a leakage from the inside of the vessel, eg because of 
the formation of cracks. PdO in particular cannot be utilized 
with lique?ed H2, because of possible explosions, in the case 
of breaking of the inner wall. The same occurs in the case of 
liquid O2, when activated carbon (charcoal) is used. 

It was suggested by C. Bo?ito et al., in J. Vac. Sci. Technol. 
A5 (6), 3442 (1987), to use a gettering material, based on a 
Zr-V-Fe alloy disclosed in GB-A-204369l. This material is 
actually solving a few of the problems hereinabove, as it can 
chemically sorb the different gases, responsible for the 
degrading of the vacuum, and especially hydrogen. 
The insulating material however gives rise, during the 

manufacturing process, to a heavy release of water, which can 
considerably jeopardize the effectiveness of the sorption, 
with respect to the other gaseous species, all along the life of 
the device. 

It is therefore a ?rst object of the present invention to 
provide a process allowing to shorten the time required for 
evacuating and making ready the insulating jacket of a dewar 
or of an other cryogenic device, such as for containing and/or 
transporting lique?ed gases. 

Another object of the present invention is to provide a 
process of the kind hereinabove, free from said “boil-off” 
problems, during the ?lling of the vessel with lique?ed gases, 
onche the vessel has got empty and after it has come back to 
room temperature. 
A further object of the present invention is to provide a 

process allowing the elimination of the hazard bound to some 
of the materials used for the maintenance of vacuum, in 
particular palladium oxide and activated carbon (charcoal). 
These materials can react in fact in an explosive way with 
hydrogen and oxygen, respectively, if either of the two gases 
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are present in a lique?ed form, inside the vessel to be insu 
lated and if such a vessel is undergoing a breakage. 

Still another object of the present invention is to provide a 
process for obtaining an insulated device (deWar or piping) 
granting an effective chemical pumping, With respect to the 
undesired gases, all along the life of the same device. 

DISCLOSURE 

These objects can be accomplished by an improved process 
for evacuating and making ready a thermally insulating j acket 
and in particular the jacket of a deWar or of another cryogenic 
device, having an inner Wall and an outer Wall and having the 
inner space betWeen said Walls completely or partially ?lled 
With an insulating material, Wherein said inner space also 
contains a moisture sorbing material and a getter material, 
characterized in that said moisture sorbing material is a 
chemical drying agent, preferably selected from the sorbing 
materials shoWing an H2O vapor pressure loWer than 1 Pa and 
in particular from barium oxide, strontium oxide, phosphorus 
pentoxide and mixtures thereof. 
When no liquid hydrogen is present inside or outside the 

jacket to be evacuated, said inner space may also advanta 
geously contain a hydrogen converter like for instance the 
oxides of a feW noble metals (palladium, iridium, osmium, 
rhodium, ruthenium); most preferred hydrogen converter is 
palladium oxide (PdO) optionally in admixture With said Ba 
oxide. 

According to a preferred very effective embodiment, the 
neW process comprises the folloWing subsequent steps: 

A. the inner space of the jacket is ?rst evacuated doWn to a 
pressure loWer than 100 Pa by means of a vacuum pump; 

B. said inner space is contemporaneously exposed to said 
chemical drying agent, and optionally to said hydrogen 
converter (provided no liquid H2 is present inside or 
outside the jacket) While keeping the getter in an inacti 
vated form; 

C. said inner space is further evacuated doWn to a pressure 
loWer than 5 Pa, by means of a vacuum pump; 

D. said getter is activated; and 
E. the jacket is isolated from the pump, by sealing the 

connection betWeen said pump and the inner space of the 
jacket. 

Optionally the pumping under item A hereinabove can be 
discontinued during the operation under item B, and during 
the operation under itemA and B the inner Wall of said deWar, 
or of another cryogenic device, is kept hot, at a temperature 
not higher than 150° C. and preferably 1200 C., thus promot 
ing the release of Water from the insulating material. 

The operation under item B does normally last no more 
than 48 h and preferably from 2 to 48 h instead of the several 
days required in the past. 

Moreover said chemical drying agent and said getter are 
preferably lying in separate Zones, contrary to the previous 
teachings of the prior art, against the outer Wall of said deWar 
or of other cryogenic device. 
As to said getter, it may consist of the alloys Which can be 

activated at a relatively loW temperature, like those based on 
barium and/or Zirconium and preferably the alloys Ba-Li as 
disclosed in the European Patent Application No. 92830186 
in the name of the same applicant, in particular the alloy 
having raW formula Ba Li4. 

In other more detailed Words the neW improved process 
alloWs to evacuate and to make ready a thermal insulating 
jacket of a cryogenic device (deWar, transfer or storage pip 
ings and so on) for the storage and/or the transport of a stuff 
Which has to be kept at a temperature different from room 
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4 
temperature, in particular loWer. Such a process alloWs to sorb 
the gases originated during the same process and during the 
subsequent life of the cryogenic device, by combining the 
action of a particular (chemical) Water adsorbing agent, pre 
vailingly acting in the ?rst stages of the process (by providing 
a Water pumping “in situ”, Which accelerates the same pro 
cess) along With the action of a getter, activated only in a 
subsequent step, Which is prevailingly acting as a chemical 
sorbing material With respect to the other gases different from 
Water, like for instance 02, N2, CO, H2, etc. 

The invention is hereinafter described more clearly With 
reference to the folloWing draWings, Which are supplied for 
merely illustrating purposes, Without limiting in any Way the 
scope of the same invention, in Which: 

FIG. 1 shoWs a schematic sectional vieW of a commonly 
used metal deWar for the storage of lique?ed gases, having an 
insulating jacket according to the invention; 

FIG. 2 shoWs a graph reporting the results of the tests 
carried out by means of said deWar of FIG. 1; 

FIG. 3 shoWs a preferred arrangement of the drying agent 
and of the getter inside the vacuum jacket; 

FIG. 4 shoWs a schematic sectional vieW of a commonly 
used metal pipe, for the transportation of liqui?ed gases, 
having an insulation jacket evacuated according to the inven 
tion; and 

FIG. 5 shoWs a graph reporting the results of the tests 
carried out by means of the metal pipe of FIG. 4. 
The series of operations hereinbeloW, embodying the pro 

cess according to the invention, is described referring to a 
vessel like the deWar of FIG. 1. 
As it is knoWn, the deWar 1 consists of an inner container or 

vessel 2, preferably made from metal, e.g. steel, de?ning an 
inner volume or useful space 3, suitable to contain a lique?ed 
gas, Which can communicate With the surroundings by means 
of a “neck” 6, normally closed but not sealed. An outer Wall or 
mantel 4 de?nes, along With the inner Wall 2, a jacket 5, 
partially ?lled, at least in the portion surrounding the inner 
Wall 2, With an insulating material 9, preferably the “multi 
layer” type herein above. The jacket 5 can communicate With 
an outer pumping system (not shoWn in the draWings) by 
means of a connecting ?tting 8 and a valve 7 for sWitching off 
or disabling the pump. 

According to the present invention, there are inserted in the 
jacket 5 a chemical moisture adsorber 10 and a gettering 
material (11) (and optionally, in certain cases pointed out 
hereinabove, a hydrogen converter) lying in separate Zones, 
against the outer Wall 4, contrary to the knoWn prior art, 
describing the getter material to be positioned against the 
inner Wall, at a loWer temperature. Then a ?rst pumping step 
of the jacket 5 starts, through the tubular ?tting 8, until reach 
ing a pressure of 100 Pa or loWer, Which is anyhoW requiring 
only a feW minutes. The valve 7 is subsequently closed, thus 
isolating the vessel Wall from the pumping apparatus, and the 
Water sorbing material 10 exerts, for a time betWeen 2 and 48 
h, a selective pumping action With respect to the Water vapor 
outgassed from the insulating material 9. 

During this step, the valve 7 can be also kept open all along 
said induction time. In such a case, hoWever, the drying mate 
rial 10 is alWays sorbing the most part of the Water vapor, 
because the action of the pump is limited by the How conduc 
tance alloWed by connection pipe ?tting 8.Again in this phase 
of Water vapor sorption (With or Without any pumping from 
outside) the inner Wall 2 can undergo a smooth heating, not 
above 1500 C., for istance by penetration into the space 3 of 
hot air or of hot Water, in order to accelerate the removal of the 
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Water vapor from insulating material 9, in particular from the 
innermost layers, lying near the Wall 2, more than the other 
layers. 

After the induction time, pumping is started again, should 
it have been disabled, by re-opening the valve 7, doWn to a 
pressure of 5 Pa or less. At this point the getter 11 is activated, 
eg by means of a heat generating device arranged at the 
outside, at a location corresponding to the inside positioning 
of the same getter. The heating can simply occur by using a 
?ame, a hot air gun, an electric resistance or other similar 
means. The temperature to be reached depends on the kind of 
getter selected for the use. Getters Which can be activated at a 
loW or very loW temperature are preferred, like the Ba-Li 
alloys disclosed in the European Patent Application No. 
92830186, inserted in a blister supplied With a thermoretract 
able cover, according to the European Patent Application No. 
92830185 also in the name of the same Applicant. Getter 
materials of this kind do not require a heating at a temperature 
higher than 1200 C. in order to be activated. 

Eventually, during the last step of the process, the jacket 5 
is de?nitely isolated from the outside by closure of the valve 
7, isolation of the pump and sealing (eg by means of a 
“pinch-off’) in correspondence to the tubular ?tting 8. 

The same getter is Working in a much better Way if the 
sorbed gas does not contain Water. This is the reason Why it is 
suggested to let the gases get into contact ?rst With the poW 
erful drying agent, such as BaO (and optionally With a hydro 
gen converter), and then, in a separate Zone, With the getter, 
e.g. Ba Li4. 
More in detail, and according to the embodiment of FIG. 3, 

said chemical drying agent 10 and said getter 11 can be 
arranged in a container 12 subdivided into an inner and an 
outer Zone by a porous septum 13, Wherein the inner Zone 14 
contains said getter; the outer Zone 15 is communicating With 
the space containing said insulating material 9 and contains 
said chemical drying agent 10, Which prevents the passage of 
the Water vapour through said septum and toWards said getter 
11. 

Container 12 may be vertical box having an opening at its 
top and a planar (e.g. horizontal) septum or a toroidal box, 
Wrapping for instance the inner vessel of a deWar or of a 
cryogenic piping, having a radial or a planar (e.g. horizontal) 
septum. 
The same container can be also a rigid, semirigid or ?exible 

box, made from a substantially Water-free material, prefer 
ably from metal, glass, ceramics or combinations thereof. It 
may have a toroidal shape, but also different shapes in cross 
section could be adopted, e.g. circular, square, rectangular, 
triangular, elliptical, oval, lobe-shaped and of similar con 
?guration. 

The folloWing examples are supplied for illustrating pur 
poses and do not limit in any Way the scope of the invention. 

EXAMPLE 1 (COMPARATIVE) 

This example has the purpose to shoW the behaviour of a 
deWar like the one illustrated in FIG. 1, having a vacuum 
jacket prepared Without utiliZing the technique according to 
the present invention. 

Said vacuum jacket, having a volume of 36 L and contain 
ing 500 g of a multilayer insulating material, consisting of 
polyole?nic tapes alternated With aluminiZed polyester tapes 
(traded as MYLAR tapes), Was connected to an outer vacuum 
pump, of the rotary and turbomolecular type, While maintain 
ing the pumping for 5 h. Subsequently the deWar Was isolated 
and the pressure increase Was started to be recorded along the 
time. 
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6 
The results of these tests are represented by the line 1 of 

FIG. 2. Line 2, on the contrary, is shoWing the pressure 
increase merely due to the penetration of air into the jacket 
through the leaks present in the deWar, of the order of 6x10“7 
Pa m3/ s, on the basis of a measurement carried out by means 
of a mass spectrometer. The tested device Was quite Well 
representing the commonly used actual devices; hoWever, in 
order to perform an accelerated test, there Was produced the 
air leakage as indicated hereinabove, at least 5000 times 
greater than the value considered as alloWable in the case of 
such an exploitment (normally of the order of 10'10 Pa m3/ s). 
It Was thus possible to reproduce in a short time the effects of 
a long lasting leakage. The difference betWeen line 1 and line 
2 is due to the gases, prevailingly Water, released by the 
outgassing of the inner insulating material. 

EXAMPLE 2 

The test of example 1 Was repeated, While inserting hoW 
ever in the vacuum jacket, in the Zones corresponding to the 
drying agent 10 and to the getter 11, respectively 10 g of BaO 
and 10 g of an alloy Ba Li4, according to the European Patent 
Application 92830186, in the form of granules (small pellets) 
arranged in the thermoretractable containers (vessels) as dis 
closed in the European Patent Appliction 92830185. 
The vacuum jacket Was connected to the outer pump and 

submitted to a short pumping for 10 minutes. Then the system 
Was isolated from the pump by closing the valve 7. Under 
such conditions, there Was an induction time of 24 h, folloWed 
by a second stage (re-pumping of the system), by previously 
opening the valve 7, While contemporaneously activating the 
getter up to 1200 C. by means of a heating device, arranged in 
an outside location, corresponding to the inside positioning of 
the same getter, While utiliZing to this purpose a hot air gun. 
The activation time resulted to be 25 minutes; thereafter the 
system Was isolated and recording of the pressure versus time 
Was caused to start. The results of these tests are plotted as line 
3 on FIG. 2. 

EXAMPLE 3 

This example has the purpose to shoW the behaviour of the 
stainless steel pipe, to be used for transferring liquid nitrogen, 
illustrated in FIG. 4, insulated through a vacuum jacket, 
evacuated according to the technique of the present invention. 

Said vacuum jacket had a volume of 20 liter and contained 
approximately 500 g of a multilayer insulation material, con 
sisting of polyole?nic tapes alternated With aluminiZed poly 
ester tapes (traded as MILAR), Wrapped around the inner 
prpe. 
The folloWing materials Were also contained in the jacket: 

10 g of a BaLi4 alloy according to the European Patent 
Application 92830186, in the form of granules (small 
pellets) arranged in a thermo-retractable container 17 as 
disclosed in the European Patent Application 92830185, 
placed in the getter compartment 16; 

20 g of BaO (18), freely dispersed in the jacket; and 
0,75 g of PdO granules, Wrapped in a porous metallic 

packet 19, ?xed onto the Wall of the getter compartment 
16. 

The vacuum jacket Was connected, by means of valve 20, to 
an outer pumping system, consisting of a diffusion and rotary 
pump, and checked for tightness, by means of a leak detector 
having a sensitivity of 5x10“12 Pa m3/s. 
Pumping Was then maintained for 15 h, bloWing the inner 

pipe With hot air at 100°-120o C., to promote the degassing of 
the multilayer insulating material and, ?nally, the getter com 
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partment 16 Was heated at 1200 C. by means of an external 
tape heater, thus causing the getter activation. 

After 30 min. of activation, the j acket Was isolated from the 
pumping system, by closing valve 19, and the pressure Was 
recorded versus the time. 

The results of this test are plotted in FIG. 5. 

DISCUSSION 

By comparing lines 1 and 3 of FIG. 2, it can be observed 
that applying the technique according to the invention alloWs 
for a substantial reduction of the pressure increase accurring 
in the cryogenic device after its sealing. A feW analytical tests, 
carried out by means of a mass spectrometer, shoWed that the 
combined use of the tWo materials, drying agent and getter, 
does not only alloW to quantitatively sorb the Water outgassed 
by the insulating material, but also to face the leaks in the 
device. Further it should be appreciated that the tests Were 
performed under accelerated conditions, namely under a 
more drastic condition, as to the load of atmosheric gases, 
With respect to those occurring in the practice. Therefore an 
accelerated test lasting 360 h (515 days) is equivalent to at 
least 20 years of actual Working. 

In the case of a cryogenic device, in Which the leak rate is 
substantially loWer and normally less than 10- 1 O Pa><m3 / s, the 
pumping action exerted by the getter materials leads to an 
appreciable pressure drop after the sealing of the jacket, as 
shoWn by the line in FIG. 5. 

It is understood that optional additions and/or changes can 
be carried out by those skilled in the art, With respect to the 
operative conditions hereinabove, Without departing from the 
scope and spirit of the claimed invention. 
What We claim is: 
1. A process for producing an improved thermally insulat 

ing jacket, having an inner Wall and an outer Wall, and having 
an inner space betWeen said Walls containing an insulating 
material, Wherein said inner space also contains a moisture 
sorbing material and a getter material, Wherein said moisture 
sorbing material is a moisture sorbing material, having a H2O 
vapor pressure loWer than 1 Pa at room temperature, charac 
terized by the folloWing steps: 

A. evacuating the inner space of the jacket doWn to a 
pressure loWer than 100 Pa by means of a vacuum pump 
having a connection betWeen the pump and the inner 
space of the jacket; 

B. exposing said inner space contemporaneously to said 
moisture sorbing material While keeping the getter in an 
inactivated form; 

C. evacuating said inner space farther, doWn to a pressure 
loWer than 5 Pa, by means of the vacuum pump; 

D. activating said getter; and 
E. isolating the jacket from the vacuum pump, by sealing 

the connection betWeen said vacuum pump and the inner 
space of the jacket. 

2. A process according to claim 1 characterized in that 
during the exposing of step B, the evacuating according to 
Step A is discontinued. 

3. A process according to claim 2 Wherein step B lasts from 
about 2 to about 48 hours. 

4. A process according to claim 1, characterized in that 
during the Steps A and B, the inner Wall is kept hot at a 
temperature of not higher than 150° C. thus promoting the 
release of Water from the insulation material. 

5. A process according to claim 4 Wherein step B lasts from 
about 2 to about 48 hours. 

6. A process according to claim 1, characterized in that the 
step B lasts for up to 48 hours. 
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7. A process according to claim 1 characterized in that said 

moisture absorbing material and said getter are lying, in sepa 
rate locations, against the outer Wall of said jacket. 

8. A process according to claim 7 characterized in that said 
moisture sorbing material and said getter are arranged in a 
container subdivided into an inner zone and an outer zone by 

a porous septum, Wherein: 
the inner zone contains said getter; 
the outer zone is communicating With the inner zone con 

taining said insulating material and contains said mois 
ture sorbing material Which prevents the passage of 
Water vapour through said septum and toWards said get 
ter. 

9. A process according to claim 8 characterized in that said 
container is a vertical box having an opening at its uppermost 
portion and a planar septum. 

10. A process according to claim 8 characterized in that 
said container is a toroidal box having a radial or planar 
septum. 

11. A process according to claim 9, characterized in that 
said septum is horizontal. 

12. A process according to claim 8, characterized in that 
said container is a rigid, semirigid or ?exible box. 

13. A process according to claim 8, characterized in that 
said container is made from a substantially Water-free mate 
rial, selected from the group consisting of metal, glass, 
ceramics and combinations thereof. 

14. A process according to claim 1, characterized in that 
said getter material is an alloy having the formula BaLi4. 

15. A process according to claim 1 Wherein step B lasts 
from about 2 to about 48 hours. 

16. A process according to claim 1, characterized in that 
said septum is horizontal. 

17. A jacket of claim 1 Wherein said moisture sorbing 
material is selected from the group consisting of barium 
oxide, strontium oxide, phosphorous oxide, and mixtures 
thereof. 

18. An improved thermally insulating jacket, having an 
inner Wall and an outer Wall, and having an inner space 
betWeen said Walls completely or partially ?lled With an 
insulating material, Wherein said inner space also contains: 

A. a moisture sorbing material selected from the group 
consisting of barium oxide, strontium oxide, phospho 
rous oxide, and mixtures thereof; and 

B. a getter material Which is an alloy of the formula BaLi4. 
19. An improved thermally insulating jacket, having an 

inner Wall and an outer Wall, and having an inner space 
betWeen said Walls completely or partially ?lled With an 
insulating material, Wherein said inner space also contains: 

A. a moisture sorbing material selected from the group 
consisting of barium oxide, strontium oxide, phospho 
rous oxide, and mixtures thereof; and 

B. a getter material Which is an alloy of the formula BaLi4; 
and 

C. a hydrogen converter selected from the group consisting 
of osmium oxide, iridium oxide, ruthenium oxide, 
rhodium oxide and palladium oxide. 

20. An improved thermally insulating jacket, having an 
inner Wall and an outer Wall, and having an inner space 
betWeen said Walls completely or partially ?lled With an 
insulating material, Wherein said inner space also contains: 

A. a moisture sorbing material Which is barium oxide; and 
B. a getter material Which is an alloy of the formula BaLi4; 

and 
C. a hydrogen converter Which is palladium oxide. 
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2]. A methodforproducing a thermally insulatingjacket, 
comprising: 

evacuating an inner space defined by inner and outer walls 
to form a vacuum; 

?lling an inner space ofthejacket with insulating material, 
the inner space being defined by an inner wall and an 
outer wall; 

providingfor absorbing both water vapor and at least a 
second type of gas or vapor from the inner space with a 
getter; 

providingfor sorbing water vapor with a water sorbing 
material; 

positioning the getter and water sorbing material in the 
inner space in a container that is impervious to water 
vapor; 

15 
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subdividing the container into an inner Zone and an outer 

Zone, the getter being positioned in the inner Zone of the 
container and the water absorber?lling the outer Zone 
of the container: 

placing the outer Zone ofthe container in communication 
with both the inner space and the inner Zone of the 
container, andplacing the inner Zone ofthe container in 
communication with only the outer Zone ofthe container 
so that the water absorber in the outer Zone prevents the 
water vapor from reaching the getter; 

evacuating the inner space to a predetermined level of 
pressure; and 

sealing the inner space with the container therein so that 
the water sorber continues sorbing the water vapor and 
the getter continues absorbing the second gas or vapor. 

* * * * * 


