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ADJUNCT MATERIAL FOR DELIVERY TO STOMACH TISSUE

FIELD

[0001] The present disclosure relates generally to adpunct material for delivery to stomach tissue.

BACKGROUND

[0002] Surgical staplers are used 1n surgical procedures to close openings 10 tissue, blood
vessels, ducts, shunts, or other objects or body parts involved m the particular procedure. The
openings can be naturally occurring, such as passageways in blood vessels or an internal organ
like the stomach, or they can be formed by the surgeon during a surgical procedure, such as by
puncturing tissue or blood vessels to form a bypass or an anastomosis, or by cuiting tissue during

a stapling procedure.

{00037 Most staplers have a handle with an elongate shaft having a patr of movable opposed
1aws formed on an end thereof for holding and forming staples therebetween. The staples are
typically contained in a staple cartridge, which can house muitiple rows of staples and is often
disposed i1 one of the two jaws for gjection of the staples to the surgical site. In use, the jaws are
positioned so that the object to be stapled is disposed between the jaws, and staples are gjected
and formed when the jaws are closed and the device is actuated. Some staplers include a knife
configured to travel between rows of staples in the staple cartridge to longitudinally cut and/or

open the stapled tissue between the stapled rows.

[0004] While surgical staplers have improved over the years, a number of problems still present
themselves. One common problem is that leaks can occur due to the staple forming holes when
penetrating the tissue or other object in which 1t 1s disposed. Blood, air, gastromntestinal fluids,
and other fluids can seep through the openings formed by the staples, even after the staple 15
fully formed. The tissue being treated can also become inflamed due to the trauma that results
from stapling. Still further, staples, as well as other objects and materials that can be implanted
i conjunction with procedures like stapling, generally lack some characteristics of the tissue in
which they are implanted. For example, staples and other objects and materials can lack the
natural flexibility of the tissue in which they are implanted. A person skilied in the art will
recognize that it 1s often desirable for tissue to maintain as much of its natural characteristics as

possible after staples are disposed therein.
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00057 In some instances, biologic matenals have been used in conjunction with tissue stapling.
However, the use of biologic materials presents a number of additional problems. For example,
it can be difficult to maintain a location of the biclogic material with respect to jaws of the
stapler prior to and during staple ejection. It can also be difficult to keep the biclogic material at
a desired location at the surgical site after stapling is completed. Further, it can be difficult to
manufacture the biologic matenial to a desired shape and thickness. Common plastic and
molding manufacturing techniques are not generally conducive to the manufacture of thin
biologic layers for use in conjunction with surgical staplers. The fragile nature of many biologic
materials also makes them difficult to use with surgical staplers because they lack structural

support.

[0006] Accordingly, there remains a need for improved devices and methods for stapling tissue,
blood vessels, ducts, shunts, or other objects or body parts such that leaking and mmflammation is
muininized while substantially maintaining the natural characteristics of the treatment region.

There further remains a need for improved implantable materials that include biologics.

SUMMARY

[0007] In general, adjunct materials for delivery to stomach tissue are provided.

[0008] In one aspect, a staple cartridge assembly for use with a surgical stapler is provided that
i one implementation includes a cartridge body, a biocompatible adjunct material, and an
effective amount of at least one medicant. The cartridge body has a plurality of staple cavities,
with each staple cavity having a surgical staple disposed therein. The biocompatible adjunct
material is in the form of at least one of a film and a foaro that 1s releasably retained on the
cartridge body and configured to be delivered to stomach tissue of a patient by deployment of the
staples in the cartridge body. The adjunct material has a structure effective to cause a desired
reaction in the stomach tissue. The medicant 1s disposed within the adjunct matenal and s

effective to encourage the desired reaction in the stomach tissue.

[0009] The staple cartridge assermbly can have any number of vanations. For example, the
adjunct material can be configured to be stapled to an external surface of the stomach tissue. In
some aspects, the adjunct material can be a film having an abrasive surface. The adjunct

material can be non-bicabsorbable.

3]
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[0010] The medicant can be effective to encourage a variety of desired reactions i the stomach
tissue. For example, the desired reaction can include movement of the adjunct material from the
external surface of the stomach tissue into the patient’s stomach cavity. In one aspect, the

desired reaction can include faster healing of the stapled stomach tissue.

[0011] In one aspect, a method of using the staple cartridge assembly described above is
provided. The method includes in one implementation removably attaching the cartridge body to
a surgical stapler; positioning the stapler at a target location adjacent stomach tissue of a patient;
and with the stapler positioned at the target location, actuating the stapler to deploy the staples

from the cartridge body.

[0012] The method can vary in a number of ways. For example, delivering the adjunct matenal
can include stapling the adjunct material to an external surface of the stomach tissue and the
stapled adjunct material can be configured to erode into the stomach tissue over time. 1n another
example, the erosion can include the adjunct matenal moving from the external surface of the
stomach tissue into the patient’s stomach cavity. In a further example, the adjunct material can
be loose in the patient’s stomach cavity with a portion of the stomach tissue attached thereto. In
some aspects, after the deployment of the staples, the method can include applying pressure to

the stomach tissue to further encourage the desired reaction in the stomach tissue.

[0013] In one aspect, an end effector for a surgical instrument is provided that in one
implementation includes a first jaw, a second jaw, a biocompatible adjunct material, and an
effective amount of at least one medicant. The first jaw has a cartridge body removably attached
thereto. The cartridge body has on a tissue-facing surface thereof a plurality of staple cavities
configured to seat staples therein. The second jaw has an anvil with a plurality of staple fornming
cavities formed on a tissue-facing surface thereof. At least one of the first and second jaws 15
movable relative to the other. The biocompatible adjunct material 15 10 the form of at least one
of a film and a foam that is releasably retained on at least one of the tissue-facing surfaces of the
first and second jaws and 1s configured to be delivered to tissue by deployment of the staples o
the cartridge body. The adjunct material has a structure effective to cause a desired reaction in
the stomach tissue. The medicant ts disposed within the adjunct material and 1s effective to

encourage the desired reaction in the stomach tissue.
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[0014] The end effector can vary in a number of ways. For example, the adjunct material can be
configured to be stapled to an external surface of the stomach tissue. The destred reaction can
mnclude movement of the adjunct material from the external surface of the stomach tissue into the
patient’s stomach cavity. In another example, the desired reaction can include faster healing of
the stapled stomach tissue. Further, the adjunct material can be a film having an abrasive

surface. In some aspects, the adjunct material can be non-bioabsorbable.

[0015] In one aspect, a method of using the end effector described above includes in one
mplementation positioning a surgical stapler at a target location within a patient adjacent
stomach tissue, the stapler having the end effector at a distal end thereof, and with the stapler
positioned at the target location, actuating the stapler to deploy the staples from the cartridge

body, thereby delivering the adjunct material to the stomach tissue.

[0016] The method of using the end effector can vary in a number of ways. For example,
delivering the adjunct material can include stapling the adjunct material to an external surface of
the stomach tissue. In some aspects, the stapled adjunct material can be configured to erode into
the stomach tissue over time. The erosion of the adjunct material can include the adjunct
material moving from the external surface of the stomach tissue into the patient’s stomach
cavity. In one aspect, the adjunct material can be loose in the patient’s stomach cavity with a
portion of the stomach tissue attached thereto. Tn one example, the method can 1nclude, after the
deployment of the staples, applying pressure to the stomach tissue to further encourage the

desired reaction in the stomach fissue.

BRIEF DESCRIPTION OF DRAWINGS
(001771 This invention will be more fully understood from the following detailed description

taken in conjunction with the accompanying drawings, in which

[0018] Figure 1 1s a perspective view of one embodiment of a surgical stapler;

[0019] Figure 2 1s an exploded view of a distal portion of the surgical stapler of Figure 1;

[0020] Figure 3 1s a perspective view of a firing bar of the surgical stapler of Figure 1, the firing

bar having an E-beam at a distal end thereof;
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[0021] Figure 4 15 a perspective view of another embodiment of a surgical stapler;
[0022] Figure 5 1s a perspective view of vet another embodiment of a surgical stapler;

{00231 Figure 6 15 a graphical representation of an embodiment of an adjunct material with
different types of medicants encapsulated using different release mechanisms before medicant

release;

[0024] Figure 7 1s a graphical representation of the adjunct material of Figure 6, showing

release of a first medicant;

[0025] Figure 8 1s a graphical representation of the adjunct material of Figure 6, showing

release of a second medicant;

[0026] Figure 9 1s another graphical representation of an embodiment of an adjunct material
with different types of medicants encapsulated using different release mechanisms before

medicant release;

(00271 Figure 10 15 a graphical representation of the adjunct material of Figure 9, showing

release of the medicants as a result of absorption of a first coating;

[0028] Figure 11 15 a graphical representation of the adjunct material of Figure 9, showing

release of the medicants as a result of absorption of a second coating;

[0029] Figure 12 15 a graphical representation of an adjunct material including top and bottom

layers of an absorbable polymer having different degradation rates;

[0030] Figure 13 15 a graphical representation of the adjunct matenial of Figure 12, showing a

top layer partially degraded;

[0031] Figure 14 15 a graphical representation of the adjunct matenial of Figure 12, showing a

bottom layer partially degraded after the top layer has been degraded;

[0032] Figure 15 15 a graphical representation of an adjunct material configured to release at

least one medicant in response to at least one environmental condition;

(]
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[0033] Figure 16 15 a graphical representation of the adjunct material of Figure 15, showing the
at least one medicant partially released from the adjunct material in response to at least one

environmental condition;

[0034] Figure 17 1s another graphical representation of the adjunct material of Figure 15,
showing the at least one medicant substantially entirely released from the adjunct material in

response to at least one environmental condition;

[0035] Figure 18 is a graphical representation of an adjunct material configured to release at

least one medicant by changing its conformation;

[0036] Figure 19 15 a graphical representation of the adjunct material of Figure 18, showing the

adjunct matenial with its conformation changes and the at least one medicant partially released;

[0037] Figure 20 15 a graphical representation of an adjunct matenial including multiple fibers

associated with vessels having at least one medicant disposed therein;

0038] Figure 21 15 a graphical representation of the adjunct material of Figure 20, showing the
fa) " L] fae)

at least one medicant released from the adjunct material under the effect of strain;

[0039] Figure 22 15 a graphical representation of an adjunct material configured to release at

least one medicant in response to strain apphied to the adjunct material;

[0040] Figure 23 15 a graphical representation of the adjunct matenial of Figure 22, showing the

at least one medicant being released in response to strain applied to the adjunct matenal;

(00411 Figure 24 15 a graphical representation of a vessel having at least one medicant

encapsulated therein;

[0042] Figure 25 15 a graphical representation of the vessel of Figure 24, showing the at least

one medicant being released 1 response to strain applied to the vessel;

[0043] Figure 26 15 a graphical representation of an adjunct material configured to release at

least one medicant when the adjunct material changes 1ts conformation;
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[0044] Figure 27 15 a graphical representation of the adjunct material of Figure 26, showing the
at least one medicant bemng released in response a change in the conformation of the adjunct

material;

[0045] Figure 28 1s another graphical representation of an adjunct material configured to release

at least one medicant when the adjunct material changes its conformation;

[0046] Figure 29 1s a graphical representation of the adjunct matenal of Figure 28, showing the
at least one medicant being released in response a change in the conformation of the adjunct

material;

[0047] Figure 30 15 a graphical representation of an adjunct material having vessels configured

to release at least one medicant encapsulated therein in a non-homogeneous manner;

[0048] Figure 31 15 a graphical representation of a vessel configured to release multiple

medicants encapsulated at different layers thereof in 2 non-homogeneous maunner;

[0049] Figure 32 15 a graphical representation of an adjunct maternial having different portions

configured to release at least one medicant in a non-homogeneous manner;

[0050] Figure 33 15 another graphical representation of an adjunct material having different

portions configured to release at least one medicant 10 a non-homogenecus manner,;

[0051] Figure 34 15 a graphical representation of a side view of the adjunct material of Figure

N

(00521 Figure 35 15 a graphical representation of a side view of an adjunct material having

different portions configured 1o release at least one medicant in a non-homogeneous manner;

[0053] Figure 36 15 another graphical representation of a side view of an adjunct material
having different portions configured to release at least one medicant in a non-homogeneous

manner;

[0054] Figure 37 is a graphical representation of an adjunct matenial having different concentric

regions configured to release at least one medicant at different rates;

~J
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[0055] Figure 38 15 a graphical representation of an adjunct material having different radial

regions configured to release at least one medicant at different rates;

[0056] Figure 39 s another graphical representation of an adjunct material having different

concentric regions configured to release at least one medicant at different rates;

[0057] Figure 40 15 a graphical representation of an embodiment of wound healing over time

with doses of medicants;

[0058] Figure 41 15 a graphical representation of a hemostatic stage 10 the wound healing of

Figure 40;

[0059] Figure 42 15 a graphical representation of a portion of an inflammation stage in the

wound healing of Figure 40,

00601 Figure 43 15 a graphical representation of another portion of the inflammation stage in
fa) =

the wound healing of Figure 40;

[0061] Figure 44 15 a graphical representation of a proliferation stage in the wound healing of

Figure 40;

[0062] Figure 45 15 a schematic view of an example of an adjunct material apphied to the external

surface of a stomach wall in a gastric bypass procedure;

[0063] Figure 46 1s a cross-sectional side view of an exemplary adjunct material stapled to an

external surface of stomach tissue;
[0064] Figure 47 represents the adjunct material of Figure 46 after a period of time;

[0065] Figure 48 represents the adjunct matenal of Figure 47 after another period of time where

the adjunct material has eroded into the stomach tissue; and

[0066] Figure 49 represents the adjunct material of Figure 48 after the adjunct material has

eroded through the stomach tissue and into the stomach cavity.

DETAILED DESCRIPTION
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[0067] Certain exemplary embodiments will now be described to provide an overall
understanding of the principles of the structure, function, manufacture, and use of the devices
and methods disclosed herein. One or more examples of these embodiments are illustrated in the
accompanying drawings. Those skilled in the art will understand that the devices and methods
specifically described herein and illustrated in the accompanying drawings are non-limiting
exemplary embodiments and that the scope of the present invention is defined solely by the
claims. The features illustrated or described in connection with one exemplary embodiment may
be combined with the features of other embodiments. Such modifications and variations are

mntended to be included within the scope of the present invention.

[0068] Further, in the present disclosure, like-named components of the embodiments generally
have similar features, and thus within a particular embodiment each feature of each like-named
component 1s not necessarily fully elaborated upon. Additionally, to the extent that linear or
circular dimensions are used in the description of the disclosed systems, devices, and methods,
such dimensions are not intended to limait the types of shapes that can be used in conjunction
with such systems, devices, and methods. A person skilled in the art will recognize that an
equivalent to such linear and circular dimensions can easily be determined for any geometric
shape. Sizes and shapes of the systems and devices, and the components thereof, can depend at
least on the anatomy of the subject in which the systems and devices will be used, the size and
shape of components with which the systems and devices will be used, and the methods and

procedures in which the systems and devices will be used.

[0069] It will be appreciated that the terms “proximal” and “distal” are used herein with
reference to a user, such as a chinician, gripping a handle of an mstrument. Other spatial terms
such as “front” and “back” similarly correspond respectively to distal and proxamal. It will be
further appreciated that for convenience and clanty, spatial terms such as “vertical” and
“horizontal” are used herein with respect to the drawings. However, surgical mstruments are
used in many onentations and positions, and these spatial terms are not mtended to be hnuting

and absolute.

[0070] Various exemplary devices and methods are provided for performing surgical

procedures. In some embodiments, the devices and methods are provided for open surgical
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procedures, and in other embodiments, the devices and methods are provided for laparoscopic,
endoscopic, and other minimally invasive surgical procedures. The devices may be fired directly
by a human user or remotely under the direct control of a robot or similar manipulation tool.
However, a person skilled in the art will appreciate that the various methods and devices
disclosed herein can be used in numerous surgical procedures and applications. Those skilled in
the art will further appreciate that the various instruments disclosed herein can be inserted into a
body in any way, such as through a natural orifice, through an incision or puncture hole formed
m tissue, or through an access device, such as a trocar cannula. For example, the working
portions or end effector portions of the instruments can be inserted directly into a patient's body
or can be inserted through an access device that has a working channel through which the end

effector and elongated shaft ot a surgical instrument can be advanced.

[0071] 1t can be desirable to use one or more biologic materials and/or synthetic materials,
collectively referred to herein as “adjuncts,” in conjunction with surgical instruments to help
improve surgical procedures. While a variety of different surgical end effectors can benefit from
the use of adjuncts, in some exemplary embodiments the end effector can be a surgical stapler.
When used i conjunction with a surgical stapler, the adjunct(s) can be disposed between and/or
on jaws of the stapler, incorporated into a staple cartridge disposed in the jaws, or otherwise
placed n proximity to the staples. When staples are deployed, the adjunct(s) can remain at the
treatment site with the staples, in turn providing a number of benefits. For example, the
adjunct{s} may remnforce tissue at the treatment site, preventing tearing or ripping by the staples
at the treatment site. Tissue reinforcement may be needed to keep the staples from tearing
through the tissue if the tissue 18 diseased, 15 heabing from another treatment such as wrradiation,
medications such as chemotherapy, or other tissue property altering situation. In some mnstances,
the adjunct{s} may munumize tissue movement in and around the staple puncture sites that can
occur from tissue deformation that occurs after stapling {e.g., lung mflation, gastromtestinal tract
distension, etc.}. It will be recognized by one skilled in the art that a staple puncture site may
serve as a stress concentration and that the size of the hole created by the staple will grow when
the tissue around 1t 13 placed under tension. Restricting the tissues movement around these
puncture sites can minimize the size the holes may grow to under tension. In some instances, the
adjunct{s} can be configured to wick or absorb beneficial fhuds, e g., sealants, blood, glues, that

o

further promote healing, and in some instances, the adjunct(s) can be configured to degrade to

10
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form a gel, e.g., a sealant, that further promotes healing. In some instances, the adjunct(s) can be
used to help seal holes formed by staples as they are implanted into tissue, blood vessels, and
various other objects or body parts. The adjunct{s) may also affect tissue growth through the

spacing, positioning and/or orientation of any fibers or strands associated with the adjunct(s).

{00721 The adjunct{s} can also have medicant(s} thereon and/or thergin. The medicant(s) can
vary depending on the desired effect of the medicant(s) on the surrounding tissue. As a non-
limiting example, medicant(s) can be provided to influence hemostasis, inflammation,
macrophages, and/or fibroblasts. Medicant(s} can be mixed or combined in any combination ora
medicant can be provided alone, again depending on the desired effect on the tissue. The
medicant(s} can be eluted from the adjunci(s) in a variety of different ways. As non-limiting
examples, coatings on the adjunct(s) can be varied to be absorbed at different times, thereby
releasing the medicant(s) at different times; the adjunct{s) can be varied to allow diffusion of the
medicant(s) across the adjunct(s} at varying rates; the adjunct(s) can vary in molecular weight

and/or physical characteristics to cause release of the medicant(s) at different times; etc.

[0073] SURGICAL STAPLING INSTRUMENTS

[0074] A variety of surgical instruments can be used in conjunction with the adjunct(s} and/or
medicant(s) disclosed herein. “Adjuncts” are also referred to herein as “adjunct materials.” The
surgical mstruments can include surgical staplers. A variety of surgical staplers can be used, for
example linear surgical staplers and circular staplers. In general, a linear stapler can be
configured to create longitudinal staple lines and can include elongate jaws with a cartridge
coupled thereto containing longitudinal staple rows. The elongate jaws can include a knife or
other cutting element capable of creating a cut between the staple rows along tissue held within
the jaws. In general, a circular stapler can be configured to create annular staple hines and can
include circular jaws with a cartridge containing annular staple rows. The circular jaws can
include a knufe or other cutting element capable of creating a cut inside of the rows of staples to
define an opemng through tissue held within the jaws. The staplers can be used m a variety of
different surgical procedures on a variety of tissues in a variety of different surgical procedures,

for exarmple in thoracic surgery or in gastric surgery.

11
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[0075] Figure 1 illustrates one example of a linear surgical stapler 10 suitable for use with one
or more adjunct{s) and/or medicant(s). The stapler 10 generally includes a handle assembly 12, a
shaft 14 extending distally from a distal end 12d of the handle assembly 12, and an end effector
30 at a distal end 14d of the shaft 14. The end effector 30 has opposed lower and upper j1aws 32,
34, although other types of end effectors can be used with the shaft 14, handle assembly 12, and
components associated with the same. The lower jaw 32 has a staple channel 56 configured to
support a staple cartridge 40, and the upper jaw 34 has an anvil surface 33 that faces the lower
jaw 32 and that is configured to operate as an anvil to help deploy staples of the staple cartridge
40 (the staples are obscured in Figure 1 and Figure 2). At least one of the opposed lower and
upper jaws 32, 34 1s moveable relative to the other lower and upper jaws 32, 34 to clamp tissue
and/or other objects disposed therebetween. In some implementations, one of the opposed lower
and upper jaws 32, 34 may be fixed or otherwise immovable. In some implementations, both of
the opposed lower and upper jaws 32, 34 may be movable. Components of a firing system can
be configured to pass through at least a portion of the end effector 30 to eject the staples mnio the
clamped tissue. In various implementations a knife blade 36 or other cutting element can be

associated with the firing system to cut tissue during the stapling procedure.

[0076] Operation of the end effector 30 can begin with input from a user, e.g., a chinician, a
surgeon, etc., at the handle assembly 12, The handle assermably 12 can have many different
configurations designed to manipulate and operate the end effector 30 associated therewith. In
the illustrated example, the handle assembly 12 has a pistol-grip type housing 18 with a varniety
of mechanical and/or electrical components disposed theren to operate various features of the
mstrument 10, For example, the handle assembly 12 can include a rotation knob 26 mounted
adjacent a distal end 12d thereof which can facilitate rotation of the shaft 14 and/or the end
effector 30 with respect to the handle assembly 12 about a longitudinal axis L of the shaft 14,
The handle assembly 12 can further include clamping components as part of a clamping system
actuated by a clamping trigger 22 and firing components as part of the firing system that are
actuated by a firing trigeer 24. The clamping and firing triggers 22, 24 can be biased to an open
position with respect to a stationary handle 20, for instance by a torsion spring. Movement of the
clamping trigger 22 toward the stationary handle 20 can actuate the clamping system, described
below, which can cause the jaws 32, 34 to collapse towards each other and to thereby clamp
tissue therebetween. Movement of the firing trigger 24 can actuate the firing system, described

12



WO 2017/040179 PCT/US2016/048588

below, which can cause the ejection of staples from the staple cartridge 40 disposed therein
and/or the advancement the knife blade 36 to sever tissue captured between the jaws 32,34, A
person skilled in the art will recognize that various configurations of components for a firing
system, mechanical, hydraulic, pneumatic, electromechanical, robotic, or otherwise, can be used

to eject staples and/or cut tissue.

{00771 As shown in Figure 2, the end effector 30 of the illustrated implementation has the lower
1aw 32 that serves as a cartridge assembly or carrier and the opposed upper jaw 34 that serves as
an anvil. The staple cartridge 40, having a plurality of staples therein, is supported mn a staple
tray 37, which in turn 1s supported within a cartridge channel of the lower jaw 32. The upper jaw
34 has a plurality of staple forming pockets {not shown), each of which is positioned above a
corresponding staple from the plurality of staples contained within the staple cartridge 40. The
upper jaw 34 can be connected to the lower jaw 32 in a variety of ways, although in the
dlustrated implementation the upper jaw 34 has a proximal pivoting end 34p that is pivotally
received within a proximal end S6p of the staple channel 56, just distal to us engagement to the
shaft 14. When the upper jaw 34 s pivoted downwardly, the upper jaw 34 moves the anvil
surface 33 and the staple forming pockets formed thereon move toward the opposing staple

cartridge 40.

[0078] Various clamping components can be used to effect opening and closing of the jaws 32,
34 to selectively clamp tissue therebetween. As illustrated, the pivoting end 34p of the upper jaw
34 includes a closure feature 34c¢ distal to its pivotal attachment with the staple channel 56

Thus, a closure tube 46, whose distal end includes a horseshoe aperture 46a that engages the
closure feature 34c, selectively imparts an opening motion to the upper jaw 34 during proximal
longitudinal motion and a closing motion to the upper jaw 34 during distal longitudinal motion
of the closure tube 46 11 response to the clamping trigger 22, As mentioned above, tn various
immplementations, the opening and closure of the end effector 30 may be effected by relative
motion of the lower jaw 32 with respect to the upper jaw 34, relative motion of the upper jaw 34

with respect to the lower jaw 32, or by motion of both jaws 32, 34 with respect to one another.

[0079] The firimg components of the illustrated implementation includes a firing bar 35, as

shown 1 Figure 3, having an E-beam 38 on a distal end thereot. The firing bar 3513
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encompassed within the shaft 14, for example in a longitudinal firing bar slot 14s of the shaft 14,
and guided by a firing motion from the handle 12, Actuation of the firing trigger 24 can affect
distal motion of the E-beam 38 through at least a portion of the end effector 30 to thereby cause
the firing of staples contained within the staple cartridge 40. As illustrated, guides 39 projecting
from a distal end of the E-Beam 38 can engage a wedge sled 47 shown in Figure 2, which in turn
can push staple drivers 48 upwardly through staple cavities 41 formed in the staple cartridge 40.
Upward movement of the staple drivers 48 applies an upward force on each of the plurality of
staples within the cartridge 40 to thereby push the staples upwardly against the anvil surface 33

of the upper jaw 34 and create formed staples.

[0080] 1n addition to causing the firing of staples, the E-beam 38 can be configured to facilitate
closure of the jaws 32, 34, spacing of the upper jaw 34 from the staple cartridge 40, and/or
severing of tissue captured between the jaws 32, 34. In particular, a pair of top pins and a pair of
bottom pins can engage one or both of the upper and lower jaws 32, 34 to compress the jaws 32,
34 toward one another as the firing bar 35 advances through the end effector 30,

Simultaneously, the knife 36 extending between the top and bottom pins can be configured to

sever tissue captured between the jaws 32, 34.

[0081] In use, the surgical stapler 10 can be disposed in a cannula or port and disposed ata
surgical site. A tissue to be cut and stapled can be placed between the jaws 32, 34 of the surgical
stapler 10. Features of the stapler 10 can be maneuvered as desired by the user to achieve a
desired location of the jaws 32,34 at the surgical site and the tissue with respect to the jaws 32,
34. After appropriate positioning has been achieved, the clamping trigger 22 can be pulled
toward the stationary handle 20 to actuate the clamping svstem. The trigger 22 can cause
components of the clamping system to operate such that the closure tube 46 advances distally
through at least a portion of the shaft 14 to cause at least one of the jaws 32, 34 to collapse
towards the other to clamp the tissue disposed therebetween. Thereafter, the trigger 24 can be
puiled toward the stationary handle 20 to cause components of the firing system to operate such
that the firing bar 35 and/or the E-beam 38 are advanced distally through at least a portion of the
end effector 30 to effect the firing of staples and optionally to sever the tissue captured between

the jaws 32, 34.
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[0082] Another example of a surgical instrument in the form of a lingar surgical stapler 50 15
illustrated in Figure 4. The stapler 50 can generally be configured and used simular to the stapler
10 of Figure 1. Sinular to the surgical instrument 10 of Figure 1, the surgical instrument 50
mcludes a handle assembly 52 with a shaft 54 extending distally therefrom and having an end
effector 60 on a distal end thereof for treating tissue. Upper and lower jaws 64, 62 of the end
effector 60 can be configured to capture tissue therebetween, staple the tissue by firing of staples
from a cartridge 66 disposed in the lower jaw 62, and/or to create an incision in the tissue. In
this implementation, an attachment portion 67 on a proximal end of the shaft 54 can be
configured to allow for removable attachment of the shaft 54 and the end effector 60 to the
handle assembly 52, In particular, mating features 68 of the attachment portion 67 can mate to
complementary mating features 71 of the handle assembly 52, The mating features 68, 71 can be
configured to couple together via, e.g., a snap fit coupling, a bayonet type coupling, etc.,
although any number of complementary mating features and any type of coupling can be used 1o
removably couple the shaft 54 to the handle assembly 52, Although the entire shaft 54 of the
dlustrated implementation is configured to be detachable from the handle assembly 52, in some
implementations, the attachment portion 67 can be configured to allow for detachment of only a
distal portion of the shaft 54. Detachable coupling of the shaft 54 and/or the end etfector 60 can
allow for selective attachment of a desired end effector 60 for a particular procedure, and/or for

reuse of the handle assembly 52 for multiple different procedures.

[0083] The handle assembly 52 can have one or more features thereon to manmipulate and
operate the end effector 60. By way of non-hnuting example, a rotation knob 72 mounted on a
distal end of the handle assembly 52 can facilitate rotation of the shaft 54 and/or the end effector
60 with respect to the handle assembly 52, The handle assembly 52 can mclude clamping
components as part of a clamping system actuated by a movable trigger 74 and firing
components as part of a firing system that can also be actuated by the trigger 74. Thus, 1n some
implementations, movement of the trigger 74 toward a stationary handle 70 through a first range
of motion can actuate clamping components to cause the opposed jaws 62, 64 to approximate
toward one another to a closed position. In some implementations, only one of the opposed jaws
62, 24 can move 1o the jaws 62, 64 to the closed position. Further movement of the trigger 74

o0
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to cause the ejection of the staples from the staple cartridge 66 and/or the advancement of a knife

or other cutting element (not shown) to sever tissue captured between the jaws 62, 64.

(00841 One example of a surgical instrument in the form of a circular surgical stapler 8C 15
illustrated in Figure 5. The stapler 80 can generally be configured and used simular to the linear
staplers 10, 50 of Figure 1 and Figure 4, but with some features accommedating its functionality
as a circular stapler. Simular to the surgical instruments 10, 50, the surgical imstrument 80
mncludes a handle assembly 82 with a shaft 84 extending distally therefrom and having an end
effector 90 on a distal end thereof for treating tissue. The end effector 90 can include a cartridge
assembly 92 and an anvil 94, each having a tissue-contacting surface that is substantially circular
m shape. The cartridge assembly 92 and the anvil 94 can be coupled together via a shaft 98
extending from the anvil 94 to the handle assembly 82 of the stapler 80, and manipulating an
actuator 85 on the handle assembly 82 can retract and advance the shaft 98 to move the anvil 94
relative to the cartridge assembly 92, The anvil 94 and cartridge assembly 92 can perform
various functions and can be contigured to capture tissue therebetween, staple the tissue by firing
of staples from a cartridge 96 of the cartridge assembly 92 and/or can create an incision in the
tissue. In general, the cartridge assembly 92 can house a cartridge contaming the staples and can
deploy staples against the anvil 94 to form a circular pattern of staples, e.g., staple around a

circurnference of a tubular body organ.

[0085] In one implementation, the shaft 98 can be formed of first and second portions (not
shown) configured to releasably couple together to allow the anvil 94 to be detached from the
cartridge assembly 92, which may allow greater flexibility 1n positioning the anvil 94 and the
cartridge assembly 92 in a body of a patient. For example, the first portion of the shaft can be
disposed within the cartridge assembly 92 and extend distally outside of the cartridge assembly
92, ternunating in a distal mating feature. The second portion of the shaft 84 can be disposed
within the anvil 94 and extend proximally outside of the cartridge assembly 92, terminating in a
proximal mating feature. In use, the proximal and distal mating features can be coupled together

to allow the anvil 94 and cartridge assembly 92 to move relative to one another,

[0086] The handle assembly 82 of the stapler 8G can have various actuators disposed thereon

that can control movement of the stapler. For example, the handle assembly 82 can have a
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rotation knob 86 disposed thercon to facilitate positioning of the end effector 90 via rotation,
and/or the trigger 85 for actuation of the end effector 90. Movement of the trigger 85 toward a
stationary handle 87 through a first range of motion can actuate components of a clamping
system to approximate the jaws, 1.e. move the anvil 94 toward the cartridge assembly 92.
Movement of the trigger 85 toward the stationary handle 87 through a second range of motion
can actuate components of a firing system to cause the staples to deploy from the staple cartridge
assembly 92 and/or cause advancement of a knife to sever tissue captured between the cartridge

assembly 92 and the anvil 94,

[0087] The illustrated examples of surgical stapling instruments 10, 50, and 80 provide only a
few examples of many different configurations, and associated methods of use, that can be used
in conjunction with the disclosures provided herein. Although the illustrated examples are all
configured for use in minimally invasive procedures, it will be appreciated that instruments
configured for use in open surgical procedures, e.g., open linear staplers as described in U.S. Pat.
No. 8,317,070 entitled “Surgical Stapling Devices That Produce Formed Staples Having
Different Lengths” and filed February 28, 2007, can be used in conjunction with the disclosures
provided herein. Greater detail on the 1llustrated examples, as well as additional examples of
surgical staplers, components thereof, and their related methods of use, are provided in U.S. Pat.
Pub. No. 2013/0256377 entitled “Layer Comprising Deployable Attachment Members” and filed
February 8, 2013, U5, Pat. No. 8,393,514 entitled “Selectively Orientable Implantable Fastener
Cartridge” and filed September 30, 2010, U.S. Pat. No. §,317,070 entitled “Surgical Stapling
Devices That Produce Formed Staples Having Different Lengths” and filed February 28, 2007,
U.S. Pat. No. 7,143,925 entitled “Surgical Instrument Incorporating EAP Blocking Lockout
Mechanism” and filed June 21, 2005, U.S. Pat. Pub. No. 2015/0134077 entitled “Sealing
Materials For Use In Surgical Stapling” and filed November 8, 2013, entitled “Sealing Materials
for Use in Surgical Procedures, and filed on November 8, 2013, U.S. Pat. Pub. No.
2015/0134076, entitled “Hybrid Adjunct Materials for Use in Surgical Stapling,” and filed on
November & 2013, U8, Pat. Pub. No. 2015/0133996, entitied “Positively Charged Implantable
Materials and Method of Forming the Same,” and filed on November 8, 2013, U.8. Pat. Pub. No.
2015/0129634, entitled “Tissue Ingrowth Materials and Method of Using the Same,” and filed on
November 8, 2013, U.S. Pat. Pub. No. 2015/0133995, entitled “Hybrid Adjunct Materials for
g,” and filed on November 8, 2013, U.S. Pat. App. No. 14/226,142,

o0
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entitled “Surgical Instrament Comprising a Sensor System,” and filed on March 26, 2014, and
U.S. Pat. App. No. 14/300,954, entitled “Adjunct Materials and Methods of Using Same in
Surgical Methods for Tissue Sealing,” and filed on June 10, 2014, which are hereby incorporated

by reference herein in their entireties.

f0088] IMPLANTABLE ADJUNCTS

[0089] As indicated above, various implantable adjuncts are provided for use in conjunction
with surgical stapling instruments. The adjuncts can have a variety of configurations, and can be
formed from various materials. In general an adjunct can be formed from one or more of a {ilm,
a toam, an injection molded thermoplastic, a vacuum thermoformed matenial, a fibrous structure,
and hybnids thereof. The adjunct can also include one or more bislogically-derived materials

and one or more drugs. Each of these materials is discussed in more detail below.

[009C] An adjunct can be formed from a foam, such as a closed-cell foam, an open-cell foam, or
asponge. An example of how such an adjunct can be fabricated 1s from animal derived
collagen, such as porcine tendon, that can then be processed and lyophilized into a foam
structure. Hxamples of various foam adjuncts are further described in previously mentioned UK.
Pat. No. 8,393,514 entitled “Selectively Orientable Implantable Fastener Cartridge” and filed
September 30, 2010,

[0091] An adjunct can also be formed from a film formed from any suitable material or
combination thereof discussed below. The film can include one or more layers, each of which
can have different degradation rates. Furthermore, the film can have various regions formed
therein, for example, reservoirs that can releasably retain therein one or more medicants ina
number of different forms. The reservoirs having at least one medicant disposed therein can be
sealed using one or more different coating lavers which can include absorbable or non-
absorbable polymers. The film can be formed in various ways, for example, it can be an extruded

or a compression molded film.

[0092] An adjunct can also be formed from mjection molded thermoplastic or a vacuum
thermoformed material Examples of various molded adjuncts are further described in U.S. Pat.

Pub. No. 2013/0221065 entitled “Fastener Cartridge Comprising A Releasably Attached Tissue
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Thickness Compensator” and filed February 8, 2013, which 1s hereby incorporated by reference
i its entirety. The adjunct can also be a fiber-based lattice which can be a woven fabric, knitted
fabric or non-woven fabric such as a melt-blown, needle-punched or thermal-constructed loose
woven fabric. An adjunct can have multiple regions that can be formed from the same type of
lattice or from different types of lattices that can together form the adjunct in a number of
different ways. For example, the fibers can be woven, braided, knitted, or otherwise
mterconnected so as to form a regular or irregular structure. The fibers can be interconnected
such that the resulting adjunct is relatively loose. Alternatively, the adjunct can include tightly
mterconnected fibers. The adjunct can be in a form of a sheet, tube, spiral, or any other structure
that can include comphiant portions and/or more rigid, reinforcement portions. The adjunct can
be configured such that certain regions thereof can have more dense fibers while others have less
dense fibers. The fiber density can vary in different directions along one or more dimensions of

the adjunct, based on an intended application of the adjunct.

[0093] The adjunct can also be a hybnid counstruct, such as a laminate composite or melt-locked
mnterconnected fiber. Examples of various hybrid construct adjuncts are further described in US.
Pat. Pub. No. 2013/0146643 entitled “Adhesive Film Laminate” and filed February 8, 2013, and
mn U.S. Pat. No. 7,601,118 entitled “Minimally Tnvasive Medical Implant And Insertion Device
And Method For Using The Same” and filed September 12, 2007, which are hereby incorporated

by reference in their entireties.

[0095] The adjuncts in accordance with the described techniques can be formed from various
materials. The materials can be used in various emboduments for different purposes. The
materials can be selected in accordance with a desired therapy to be delivered to tissue 50 as to
facilitate tissue in-growth. The materials described below can be used to form an adjunct in any

desired combination.

[0096] The materials can include bioabsorbable and biocompatible polymers, including
homopolymers and copolymers. Non-limiting examples of homopolymers and copolymers
include p-dioxanone (PDO or PDS), polvglyveolic acid (PGA), poly(lactic-co-glycolic acid)

(PLGA), polycaprolactone (PCL), trimethylene carbonate (TMC), and polylactic acid (PLA),
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poly(glvcolic acid-co-lactic acid) (PLA/PGA) (e.g., PLA/PGA materials used in Vicryl, Vicryl
Rapide, PolvSorb, and Biofix), polyurethanes {(such as Elastane, Biospan, Tecoflex, Bionate, and
Pellethane fibers), polyorthoesters, polyanhydrides (e.g., Gliadel and Biodel polymers),
polyoxaesters, polyesteramides, and tyrosine-based polyesteramides. The copolymers can also
mnclude poly(lactic acid-co- polycaprolactone} (PLA/PCL), poly(L-lactic acid-co-
polycaprolactone) (PLLA/PCL), polv{glycolic acid-co-trimethylene carbonate) (PGA/TMC)
{e.g., Maxon), Poly{glycolic acid-co-caprolactone) (PCL/PGA) (e g., Monocry! and Capgly),
PDS/PGA/TMC (e.g., Biosyn), PDS/PLA, PGA/PCL/TMC/PLA (e g., Caprosyn), and
LPLA/DEPLA (e g, Optima).

[0097] An adjunct can also include active agents, such as active cell culture (e .g., diced
autologous tissue, agents used for stem cell therapy {e.g., Biosutures and Cellerix S L.},
hemostatic agents, and tissue healing agents. Non-limiting examples of hemostatic agents can
mnclude cellulose such as oxidized Regenerated Cellulose {ORC) (e g., Surgicel and Interceed),
fibrin/thrombin {e.g., Thrombin-IMI, TachoSil, Tiseel, Floseal, Evicel, TachoComb, Vivostat,
and Everest), autologous platelet plasma, gelatin (e g, Gelfilm and Gelfoam), hyaluronic acid
such as microfibers (e.g., varns and textiles) or other structures based on hyaluronic acid, or
hyaluronic acid-based hvdrogels. The hemostatic agents can also include polymeric sealants
such as, for example, bovine serum albumin and glutarldehyde, human serum albumin and
polyethylene cross-hinker, and ethylene glvcol and trnimethylene carbonate. The polymeric

sealants can include FocalSeal surgical sealant developed by Focal Inc.

[0098] The adjuncts described herein can releasably retain therein at least one medicant that can
be selected from a large number of different medicants. Medicants include, but are not limited
to, drugs or other agents included withun, or associated with, the adjunct that have a desired
functionality. The medicants include, but are not hmited to, for example, antimicrobial agents
such as antibacterial and antibiotic agents, antifungal agents, antiviral agents, anti-inflammatory
agents, growth factors, analgesics, anesthetics, tissue matrix degeneration inhibitors, anti-cancer

agents, hemostatic agents, and other agents that elicit a biological response.

[0099] Non-himiting examples of antimicrobial agents include Ionic Silver, Aminoglycosides,

Streptomyein, Polypeptides, Bacitracin, Triclosan, Tetracyclines, Doxycycling, Mimocychine,
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Demeclocychine, Tetracycline, Oxytetracycline, Chioramphenicol, Nitrofurans, Furazolidone,
Nitrofurantoin, Beta-lactams, Peniciiling, Amoxiciliin, Amoxicillin +, Clavulanic Acid,
Azlocillin, Flucloxacillin, Ticarcillin, Piperacillin + tazobactam, Tazocin, Biopiper TZ, Zosyn,
Carbapenems, Imipenem, Meropenem, Ertapenem, Doripenem, Biapenem,
Panipenemv/betamipron, Quinolones, Ciprofloxacin, Enoxacin, Gatifloxacin, Gemifloxacin,
Levofloxacin, Lomefloxacin, Meoxifloxacin, Nalidixic Acid, Norfloxacin, Sulfonamides,
Mafenide, Sulfacetamide, Sulfadiazine, Silver Sulfadiazine, Sulfadimethoxine, Sulfamethizole,
Sulfamethoxazole, Sulfasalazine, Sulfisoxazole, Bactrim, Prontosil, Ansamycins, Geldanamycin,
Herbimycin, Fidaxomicin, Glycopeptides, Teicoplanin, Vancomycin, Telavancin, Dalbavancin,
Oritavancin, Lincosamides, Clindamycin, Lincomycin, Lipopeptide, Daptomycin, Macrolides,
Azithromycin, Clarithromycin, Erythromycin, Roxathromycin, Telithromycin, Spiramyein,
Oxazolidinones, Linezolid, Aminoglycosides, Anukacin, Gentamicin, Kanamycin, Neomycin,
Netiloucin, Tobramycin, Paromycin, Paromomycin, Cephalosporins, Ceftobiprole, Ceftolozane,

Cefclidine, Flomoxef, Monobactams, Aztreonam, Colistin, and Polymyxin B.

001007 Non-imiting examples of antifungal agents include Triclosan, Polyenes, Amphotericin
B, Candicidin, Filipin, Haroyem, Natamycein, Nystatin, Rimocidin, Azoles, Imidazole, Triazole,
Thiazole, Allyvlamines, Amorolfin, Butenafine, Naftifine, Terbinafine, Echinocandins,

Anidulafungin, Caspofungin, Micafungin, Ciclopirox, and Benzoic Acid.

[00101] Non-imiting examples of antiviral agents include uncoating inhibitors such as, for
example, Amantadine, Rimantadine, Pleconaril; reverse transcriptase inhibitors such as, for
example, Acyclovir, Lamivudine, Antisenses, Fonuvirsen, Morpholinos, Ribozymes,
Rifampicin; and virucidals such as, for example, Cyanovinin-N, Griffithsin, Scytovirin, a-

Lauroyl-L-arginine ethyl ester (LAE), and lonic Silver.

[00102] Non-limiting exarples of anti-inflammatory agents include non-steroidal anti-
inflammatory agents {e.g., Salicylates, Aspinin, Diflunisal, Propionic Acid Derivatives,
Thuprofen, Naproxen, Fenoprofen, and Loxoprofen), acetic acid derivatives {e.g., Tolmetin,
Sulindac, and Diclofenac), enolic acid dervatives (e g., Piroxicam, Meloxicam, Droxicam, and
Lornoxicam), anthranilic acid dervatives (e g., Mefenamic Acid, Meclofenamic Acid, and

Flufenamic Acid), selective COX-2 inhibitors {e.g., Celecoxib {Celebrex), Parecoxib, Rofecoxib
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(Vioxx)}, Sulfonanihides, Nimesulide, and Clonixin}, immune selective anti-inflammatory

derivatives, corticosterpids {e.g., Dexamethasone}, and iNOS inhibitors.

[00103] Non-limiting examples of growth factors include those that are cell signaling molecules
that stimulate cell growth, healing, remodeling, proliferation, and differentiation. Exemplary
growth factors can be short-ranged (paracrine}, fong ranged (endocrine}, or self-stimulating
{autocrine}. Further examples of the growth factors inchude growth hormones {e.g, a
recombinant growth factor, Nutropin, Humatrope, Genotropin, Norditropin, Saizen, Omnitrope,
and a biosynthetic growth factor), Epidermal Growth Factor (EGF) {e.g., inhibitors, Gefitinub,
Erlotinib, Afatinib, and Cetwximab), heparin-binding EGF like growth factors {e.g., Epiregulin,
Betacellulin, Amphiregulin, and Epigen), Transforming Growth Factor alpha (TGF-a),
Neuroregulin 1-4, Fibroblast Growth Factors (FGFs) (e g, FGF1-2, FGF2, FGF11-14, FGF18,
FGF15/19, FGF21, FGF23, FGF7 or Keratinocyte Growth Factor (KGF), FGF10 or KGF2, and
Phenytoin), Insuline-like Growth Factors (IGFs) (e.g., IGF-1, IGF-2, and Platelet Derived
Growth Factor (PDGF)), Vascular Endothelial Growth Factors (VEGFEs) (e.g., inhibitors,
Bevacizumab, Ranibizumab, VEGF-A, VEGF-B, VEGF-C, VEGF-D and Becaplermin).

[00104] Additional non-limiting examples of the growth factors include cytokines, such as
Granulocyte Macrophage Colony Stimulating Factors (GM-CSFs) (e.g., inhibitors that inhibit
mflammatory responses, and GM-CSF that has been manufactured using recombinant DNA
technology and via recombinant veast-derived sources), Granulocyte Colony Stimulating Factors
(G-CSFs) {e.g., Filgrastim, Lenograstim, and Neupogen), Tissue Growth Factor Beta (TGF-B),
Leptin, and interleukins (TLs) (e.g., IL-1a, TL~1b, Canakinumab, IL-2, Aldesleukin, Interking,
Deniteukin Diftitox, 1L-3, TL-6, IL-8, IL-10, [L-11, and Oprelvekin}. The non-limiting examples
of the growth factors further include erythropotetin {(e.g., Darbepoetin, Epocept, Dynepo,

Epomax, NeoRecormon, Silapo, and Retacrit).

[00105] Non-limiting examples of analgesics include Narcotics, Opioids, Morphine, Codeine,
Oxveodone, Hydrocodone, Buprenorphine, Tramadol, Non-Narcotics, Paracetamol,

acetaminophen, NSAIDS, and Flupurtine,

[00106] Non-limiting exarmples of anesthetics include local anesthetics (e g., Lidocaine,

Benzocaine, and Ropivacaine) and general anesthetic,
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{00107 Non-limiting examples of tissue matrix degradation inhibitors that inhibit the action of
metalloproteinases (MMPs) and other proteases include MMP inhibitors {e.g., exogenous MMP
mhibitors, hydroxamate-based MMP inhihitors, Batimastat (BB-94}, Homastat {GM6001),

Marimastat (BB2516), Thiols, Periostat (Doxyceycling), Squaric Acid, BB-1101, Hydroxyureas,
Hydrazines, Endogenous, Carbamoylphosphates, Beta Lactams, and tissue Inhibitors of MMPs

(TIMPs)).

001081 Non-limiting examples of anti-cancer agents include monoclonial antibodies,
bevacizumab (Avastin), cellular/chemoattractants, alkylating agents (e.g., Bifunctional,
Cyclophosphamide, Mechlorethamine, Chlorambucil, Melphalan, Monofunctional, Nitrosoureas
and Temozolomide), anthracyclines (e.g., Daunorubicin, Doxorubicin, Epirubicin, Idarubicin,
Mitoxantrone, and Valrubicin), cytoskeletal disrupters (e g., Paclitaxel and Docetaxel),
epothilone agents that limit cell division by inhibiting microtubule function, inhibitor agents that
block various enzymes needed for cell division or certain cell functions, histone deacetylase
inhibitors {e.g., Vorinostat and Romidepsin), topoisomerase I inhibitors {e.g., Irinotecan and
Topotecan), topoisomerase H inhubitors (e.g., Etoposide, Teniposide, and Tafluposide), kinase
inhibitors {e.g., Bortezomib, Erlotinub, Gefitinib, Imatinib, Vemurafenib, and Vismodegib),
nucleotide analogs (e.g., Azacitidine, Azathioprine, Capecitabine, Cytarabine, Doxifluridine,
Fluorouraci, 5-FU, Adrucil, Carac, Efudix, Efudex, Fluoroplex, Gemeitabine, Hydroxyurea,
Mercaptopurine, and Tioguanine), peptide antibiotic agents that cleave DNA and disrupt DNA
unwinding/winding {(e.g., Bleomycin and Actinomycin), platinum-based anti-neoplastic agents
that cross link DNA which inhibits DNA repair and/or synthesis (e.g., Carboplatin, Cisplatin,
Oxaliplatin, and Eloxatin}, retinoids {e.g., Tretinoin, Alitretinoin, and Bexarotene), vinca
alkaloids gents that inhibit mutosts and mucrotubule formation {e.g., Vinblastine, Vincristine,
Vindesine, Vinorelbine), anti-ileus agents, pro-motility agents, immunosuppresants {e.g.,
Tacrolimus}, blood aspect modifier agents (e.g., Vasodilator, Viagra, and Nifedipine}, 3-
hydroxy-3-methyl-ghitary}-CoA (HMG CoA) reductase inhibitors (e.g., Atorvastating, and anti-

angiogeneasis agents.

[00109] Exemplary medicants also include agents that passively contribute to wound healing
such as, for example, nutrients, oxygen expelling agents, aming acids, collageno synthetic

agents, Glutamine, Insulin, Butyrate, and Dextran. Exemplary medicants also include anti-
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adhesion agents, non-limiting examples of which include Hyaluronic acid/ Carboxymethyl
cellulose (seprafilm), Oxidized Regenerated Cellulose (Interceed), and fcodextrin 4% (Extraneal,

Adept).

[00110] DRUG RELEASE

{00111} An adjunct m accordance with the described technigues can be associated with at least
one medicant in a number of different ways, so as to provide a desired effect, such as on tissue
m-growth, in a desired manner. The at least one medicant can be configured to be released from
the adjunct in multiple spatial and temporal patterns to trigger a desired healing process ata
treatment site. The medicant can be disposed within, bonded to, incorporated within, dispersed
within, or otherwise associated with the adjunct. For example, the adjunct can have one or more
regions releasably retaining therein one or more different medicants. The regions can be distinct
reservoirs of various sizes and shapes and retaining medicants therein in various ways, or other
distinct or continuous regions within the adjuncts. In some aspects, a specific configuration of

the adjunct allows it to releasably retain therein a medicant or more than one different medicant.

[00112] Regardiess of the way i which the medicant is disposed within the adjunct, an effective
amount of the at least one medicant can be encapsulated within a vessel, such as a pellet which
can be in the form of microcapsules, microbeads, or any other vessel. The vessels can be formed

from a bioabsorbable polymer.

001131 Targeted dehivery and release of at least one medicant from an adjunct can be
accomphished in a number of ways which depend on various factors. In general, the at least one
medicant can be released from the adjunct material as a bolus dose such that the medicant is
released substantially immediately upon delivery of the adjunct material to tissue. Alternatively,
the at least one medicant can be released from the adjunct over a certain duration of time, which
can be minutes, hours, days, or more. A rate of the timed release and an amount of the medicant
being released can depend on vartous factors, such as a degradation rate of a region from which
the medicant s bemg released, a degradation rate of one or more coatings or other structures
used to retains the medicant within the adjuncts, environmental conditions at a treatment site, and
various other factors. In some aspects, when the adjunct has more than one medicant disposed

therein, a bolus dose release of a first medicant can regulate a release of a second medicant that
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commences release after the first medicant is released. The adjunct can include multiple
medicants, each of which can affect the release of one or more other medicants in any suitable

way.

[00114] Release of at feast one medicant as a bolus dose or as a timed release can ocecur or begin
either substantially immediately upon delivery of the adjunct material to tissue, or it can be
delayed until a predetermined time. The delay can depend on a structure and properties of the

adjunct or one or more of its regions.

[00115] An adjunct material can be configured to have a structure that facilitates distribution of
effective amounts of one or more medicants carried within the adjunct to provide a desired
effect. For example, the targeted delivery of the medicants can be accomplished by
mcorporating the medicants into regions {e.g., reservoirs such as pores or other structures} within
the adjunct formed in a pattern that allows a certain spatial distribution of the medicants upon
their delivery. The medicants disposed within the reservoir can be incorporated into distinct
vessels. A reservoir can include more than one type of different medicants. The one or more
medicants can be eluted from the adjunct in a homogeneous manner or in heterogeneous spatial
and/or temporal manner to deliver a desired therapy. The structure of the adjunct and the way in
which the medicants are released therefrom can be used to influence or control tissue re-growth.
Moreover, the tissue regrowth can be encouraged in certain locations at the treatment site and

discouraged at other locations at the treatment site.

[00116] Figure 6 through Figure 8 tllustrate a biocompatible adjunct 100 having multiple pores
carrying different medicants that are encapsulated within the pores disposed at different locations
and using different absorbable coatings. The coatings can absorb, dissolve or otherwise
disintegrate at different timoes after delivery of the adjunct 100 to a treatment site and staple
deplovment s0 as to allow the medicants to also release at different times and in different
directions. Thus, the medicants can be released from the adjunct 100 1n a non-homogeneous
manner. For example, one of the medicants can be released immediately after delivery and/or
staple deployment whereas one or more of other medicants can be released at a later time, such
as over a predetermined release profile. The release of these subsequently released medicants

can be controlled by or depend upon the release of the first medicant. The opposite sides of the
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adjunct 100 can be covered by coatings {or be formed of materials} having different absorption
rates such that certain medicant(s) are released on one side of the adjunct while other medicant(s}
are released on another side of the adjunct. This provides a more controlled and targeted way of

delivering therapies to tissue.

(001177 In this example, the adjunct 100 1s in the form of a layer having multiple porous regions,
two of which are shown by way of example as pores 101, 103, As shown in Figure 6, the porous
regions 101, 103 carry respective first and second medicants 102, 104 which can be different

medicants. It should be appreciated that the adjunct 100 has multiple porous regions which can

carry the medicants 102, 104 in an alternating manner or in any other patterns.

[00118] As shown in Figure 6, a first side 100a of the adjunct 100 has coatings A, C such that the
coating A seals the porous region 101 with the first medicant 102 and the coating C seals the
porous region 103 with the second medicant 104, A second, opposite side 100b of the adjunct
100 1s covered by a coating B. In the illustrated example, the coatings A, B, C that create a
barrier that affects release of a medicant can be selected such that the coating A absorbs first
after the staple deployment, the coating B absorbs after the coating A has been at least partially

absorbed, and the coating C is not absorbable.

001191 As shown in Figure 7, after the delivery and/or staple deployment, the coating A 1s first
absorbed so as to allow the first medicant 102 to be released from the porous region 101 at the
first side 100a of the adjunct 100. For example, if the first side 100z 15 a tissue-contacting
surface, the first medicant 102 can be a medicant that promotes healing at the treatment site.
Subsequently, after a certain time period, the coating B can be absorbed so as to allow the second
medicant 104 to be released from the porous region 103 at the second side 100b of the adjunct
100, as shown in Figure 8. For example, if the second side 100b is a non-tissue-contacting
surface, the second medicant 104 can be a medicant that prevents adhesion. As also shown in
Figure 8, the coating C seals the porous region 103 at the first side 100a and thus prevents the
second medicant 104 from being released at the first side 100a of the adjunct 100, Although in
this example the coating C 1s not absorbable, it can alternatively be absorbable after the coating
B has been absorbed and the second medicant 104 can been released at the second side 100b. It

should be appreciated that, to allow a porous region to be exposed and a medicant to release, a
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coating can be absorbed 1n its entirety or at least partially. A rate of absorption of a coating can

control a rate of release of a medicant.

001207 A person skilled in the art will appreciate that more than two different medicants can be
releasably incorporated mito different porous regions or other structures within an adjunct. The
medicants can be retained within the adjunct using various coatings that can be selected so as to

control rate and direction of release of the medicants.

(001217 An adjunct can inchude regions {e.g., pores or other reservoirs) releasably retaining a
plurality of vessels, such as micro beads or other vessels, that have one or more medicants
encapsulated therein. Figure 9 through Figure 11 illustrate an adjunct 108 including at least one
medicant encapsulated in a plurality of vessels that are releasably retained by respective regions
that regulate the dispersion of the vessels from the adjunct. The vessels can be micro capsules,
micro beads, or any other types of vessels of a suitable size and shape. Fach vessel can have an
absorbable outer layer that can degrade and thus release a medicant retained within that vessel
once the vessels are released from an adjunct. The adjunct can be used to deliver medicants in a

non-homogeneous manner with respect to at least time of release and location of release.

1001227 As shown in Figure 9, the adjunct 108 has multiple reservoirs or regions, five of which
are shown as regions 10%a, 111a, 113a, 109b, 111b that carry respective vessels 110, 112, 114,
110, 112. Thus, as shown schematically in Figure 9, the regions 109a, 109b carry the same first
type of vessels 110, the regions 111a, 111b carry the same second type of vessels 112, and the

region 113a carries a third type of vessels 114

001231 As shown in Figure 9, on a first side 108a of the adjunct 108, a layer of coating Bl seals
the regions 111a, 113a and the region 111b. A layer of a coating Al is disposed over the entire
first side 108a and covers the layers of the coating B1. On a second, opposite side 108b of the
adjunct 108, a layer of the coating B1 seals the region 109a and another layer of the coating Bl
seals the region 109, A layer of a coating C1 seals the region 113a on the second side 108b.

Sumilar to the first side 108a, the entire second side 108b 1s covered by the coating Al

001241 In this example, the coatings Al, B1, C1 have different degradation or absorption rates

such that the coating A1 begins to absorb first, upon a delivery of the adjunct to tissue, the
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coating B1 absorbs after the coating Al 1s at least partially absorbed, and the coating C1 is not
absorbable. The coating Al can be selected such that it absorbs substantially immediately after
the delivery of the adjunct to tissue or at some later ime. The coating Al can be absorbed before
the coating B1 because the coating Al is disposed on the surface of the adjunct and is therefore
more accessible to water and/or other agents at a treatment side. Other properties of the coating

Al can contribute to its absorption rate additionally or alternatively.

[00125] Because of the different absorption characteristics of the coating used, the coating Al
absorbs so as to release the first medicant 110 from the regions 109a, 109b at the first side 108a
and to release the second medicant 112 from the regions 111a, 111b at the second side 108b, as
shown in Figure 10. As also shown in Figure 10, the layers of the coating Bl remain associated
with the adjunct 108, As shown in Figure 11, after the first medicant 110 1s released at the first
side 108a and the second medicant 112 s released at the second side 108b, the coating Bl
absorbs 5o as to release the third medicant 114 from the region 113a at the first side 108a. In this
way, different medicants can be delivered at appropriate times to desired locations in tissue being
treated. It should be appreciated that an adjunct can have any suitable pattern of regions

releasably retaining various medicants to create a desired healing process/profile.

001261 In some aspects, alternatively or in addition to using various coatings, an adjunct can be
m a form of a fiber lattice having regions with different absorption characteristics. For example,
each of the regions can be in the form of fiber lattices having ditferent absorption rates. A
medicant associated with a fiber lattice can be released as the fiber lattice disintegrates. Because
of the heterogeneous degradation of absorbable polymers forming the adjunct, the adjunct can be
configured such that one or more medicants associated therewith can release n various spatial
and temporal patterns. The medicant can be incorporated into pellets having a dissolvable
coating {e.g., like a gobstopper} such that, as the coating 1s disintegrated, the medicant can be

distributed as a bolus dose or as a time release dosage.

(00127} Figure 12 through Figure 14 illustrate an adjunct 116 having first (top) and second
{(bottom) layers 118, 120 formed from absorbable polymers having different degradation rates.
For example, the first layer 118 can be a low molecular weight absorbable polymer that absorbs

during a first time period after the adjunct 116 18 delivered to tissue and the second layer 120 can
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be a high molecular weight absorbable polymer that absorbs during a second time period after
the first time period 1s completed. The first and second layers 118, 120 can be formed from
different polymers or from the same type of polymer that is treated so as to form layers or other

structures having different degradation properties.

[00128] In the example of Figure 12 through Figure 14, the first layer 118 has a first medicant
119 present therein, and the second layer 120 has second medicant 121 present therein. It should
be appreciated, however, that each of the first and second layers 118, 120 can include more than
one type of different medicant. The medicants can be retained in association with the first and
second layers 118, 120 in a number of suitable ways. The first medicant 119 can be released first
due to absorption of the first layer 118, as shown in Figure 13 where the first layer 118 15 shown
partially disintegrated such that the pellets containing the first medicant 119 are being released.
As shown, the first layer 118 begins to absorb from its surface that is more accessible to water
and other agents than portions of the first layer 118 removed farther from the surface. After the
first layer 118 has been entirely or partially absorbed, the second layer 120 can commence to
disintegrate from s surface so as to release pellets harboring the second medicant 121, as shown
in Figure 14 where the second laver 120 1s shown partially disintegrated and the pellets

containing the second medicant 121 are being released from the adjunct 116

00129} In some aspects, an adjunct releasably retaining one or more medicants can be
configured such that one or more regions of the adjunct disintegrate due to effects of
temperature, pH, light, or other environmental factors so as to release the medicant(s).
Alternatively, the adjunct can break under the strain exerted upon one or more of its portions.
Figure 15 through Figure 17 illustrate an adjunct 122 having a body 123 retaining a medicant
124, a porous layer 123 disposed over the body 123, and an absorbable outer film layer 126
disposed over the porous laver 125, The medicant 124 can be in the form of pellets {e.g., solid

micro-capsules or micro-beads or other vessels) releasably carrying one or more medicants.

(001307 In the example illustrated, in its original configuration, the adjunct 122 has a first width
X1, as shown in Figure 15 In such configuration, the outer film layer 126 restrains the porous
fayer 125 and pores m the porous layer 125 have a size that does not allow the medicant 124 to

escape the adjunct 122, However, when the adjunct 122 1s delivered to tissue and the outer film
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layer 126 thus becomes exposed to pH, temperature, various agents, and/or other environmental
conditions at the treatment site, the absorbable outer film laver 126 can begin to disintegrate, as
shown by a tear or opening 127 in the film layer 126 in Figure 16, Additionally or alternatively,
the outer film layer 126 can break upon strain due to deployment of staples or other mechanical

strain on the adjunct 122.

[00131] Regardless of the specific tactors that result in disintegration or breaking of the outer
film layer 126, the adjunct 122 can swell or otherwise alter its conformation such that its width
mcreases from the original width X1 to a larger width X2 As also shown in Figure 15, the size
of the pores of porous layer 125 increases, allowing the pores’ content, the pellets carrying the

medicant 124, to pass through the enlarged pores and to be thus released from the adjunct 122.

001327 A period of time during which the adjunct body 123 expands and the pellets with the
medicant 124 are released can vary based on an absorption rate of the outer film 126, properties
of the adjunct body 123, characteristics of the environment to which the adjunct 122 1s delivered,
and other factors. After a certain time period, the outer film layer 126 can disintegrate and the
adjunct 122 can expand further to have a width X3 such that the entirety or substantially the
entirety of the medicant 124 becomes released from the body 123 to deliver appropriate therapy
or achieve the desired effect, as shown m Figure 17. The adjunct 122 can be formed from at
least one absorbable polymer (e.g., gelatin, cellulose, etc.) that regulates dispersion of the
vessels. Thus, the adjunct 122 can act as a space filler that creates a temporary seal at a

treatment site and 1s then dissolved to be subsequently replaced with tissue.

[00133] Figure 18 and Figure 19 illustrate another example of an adjunct 128 releasably
retaining different medicants and configured to release the medicants in a non-homogeneous
manner. The adjunct 128 can be configured to release the medicants due the effects of
temperature, pH, various agents, and/or other environmental factors upon the adjunct 128, The
adjunct 128 can change a conformation of one or more of its portions in response to the
environmental factors. As shown in Figure 18, the adjunct 128 can have multiple regions or
reservoirs two of which, first and second reservoirs 130, 132 carrying first and second medicants
131, 133, respectively, are shown. The reservoirs 130, 132 can be m the form of tubes, cavities,

holes, or any other structures. The first reservoirr 130 18 sealed by a first coating A2 at a first side
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128a of the adjunct 128 and by a second coating B2 at a second side 128b of the adjunct 128.
The second reservoir 131 15 sealed by the second coating B2 at the first side 128a and by the first
coating AZ at the second side 128, In this example, the first and second coatings A2, B2 are
selected such that the first coating A2 and its properties and/or configuration can be altered by
the effects of temperature, pH, active agents, and/or other factors and thus open a reservoir that it

seals. For example, the first coating A2 can swell, soften, or otherwise become altered.

001341 Accordimgly, as shown in Figure 19, upon the delivery of the adjunct 128 to a treatment
site, the first coating A2 can change its configuration such that it no longer seals the reservoir
130 at the first side 128a of the adjunct 128 and it no longer seals the reservoir 132 at the second
side 128b of the adjunct 128. As a result, the first and second medicants 131, 133 are released at
the first and second sides 128a, 128b of the adjunct, respectively, as also shown in Figure 19,
The second coating B2 remains in place at least until the entirety of the medicants are released

into destred tissue locations, such preventing the release of the medicants.

001357 In some aspects, the adjunct can be in the form of fibers or other structural components
associated with one or more viscous fluid components {e.g., vessels) retaining the medicant. The
viscous component can be in a dry form (e.g., in a freeze-dried powder form} and it can re-
hydrate upon deployment of the adjunct. As the viscous component rehydrates, it can open and
thus release a medicant. Additionally or alternatively, the vessel retaining the medicant can be
disrupted by strain such as, for example, mechanical breaking imposed thereon by the staples or

other means.

[00136] Figure 20 and Figure 21 1llustrate an adjunct 140 in the form of multiple fibers, three of
which are denoted by way of example as fibers 142, 144, 146. As shown, each of the fibers 142,
144, 146 1s associated with a respective one of vessels 143, 145, 147 retaining a medicant. The
vessels 143, 145, 147 can retain the same or different medicants. In the dlustrated example, the
vessels 143, 145, 147 are 1o the form of irregularly shaped rounded beads having different sizes,
however they can be shaped 1n any other manner and can have various sizes. The vessels can be
apphied to the fibers as a powder or they can be bonded, anchored to, or otherwise associated
with the fiber strands. The vessels can remain associated with the fibers or they can be released

from the fibers to thus deliver a desired treatment using the adjunct.
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001377 As shown in Figure 21, when strain 18 applied to the adjunct 140, which is schematically
shown by arrows 141, the fibers can deform and vessels can break and release the medicant
mcorporated therein. The magnitude of the strain can control rates of release of the medicants.
For example, as shown in Figure 21, the vessel 143 is broken and a medicant 148 1s being
released. In some aspects, the vessels can be broken at different times, depending on their size
and/or other properties. In this example, the vessel 143 can be broken first to release the
medicant 148 retained therein, as shown in Figure 21, after which the smaller vessel 145 and
then even smaller vessel 147 can break thus releasing respective medicanis at different times (not
shown). However, depending on the applied pressure and other factors, one or more vessels can
break simultaneously. Furthermore, as mentioned above, the vessels 143, 145, 147 can absorb at

different times so as to release the respective medicants at different times.

[00138] In some aspects, an adjunct can have various surface textures of its fibers and it can
release one or more medicants in various ways to influence or control re-growth of tissue. The
adjunct can be delivered by staples carrying the adjunct thereon such that the medicants release
when the staple 1s deformed upon staple deployment. For example, Figure 22 illustrates an
adjunct 150 having an outer layer or coating 152 encapsulating an inner layer 134 disposed over
a staple 151 of a surgical device used to deliver the adjunct 150, However, in some aspects,
rather than being disposed over a staple, the adjunct 130 can be disposed over a fiber lattice

which can be folded nto a tubular or other shape.

[001397 A first medicant can be retained between the outer coating 152 and the mner layer 154,
and a second medicant can be mcorporated into the inner layer 154, The inner layer 154 can be
in the form of a flexible mesh wound over the fiber 156. When strain s applied to the adjunct
150 {e.g., when the staple 151 1s deformed), as schematically shown by an arrow 153 in Figure
23, the outer coating 152 can be caused to also deform and rupture. Upon the rupture of the
outer coating 152, the first medicant retained between the outer coating 152 and the nner layer
154 can release (155} the first medicant as a bolus dose. The second medicant mcorporated 1nto
the inner layer 154 can commence its release as a timed release after the first medicant 13
released or during the time when the first medicant 1s released. The release of the second
medicant to tissue can be regulated by the release of the first medicant. The second medicant can

alternatively be released at a bolus dose. Tt should be appreciated that the adjunct 150 can
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mclude one medicant disposed within the inner layer 154 that can release as a bolus dose.

001407 As mentioned above, an effective amount of at least one medicant disposed within or
associated with an adjunct can be retained within distinct vessels carried by the adjunct. The
vessels can be disposed within one or more regions of the adjunct or otherwise associated
therewith. Figure 24 and Figure 25 tllustrate an example of a vessel 158 in the form of a pellet
or capsule having an outer coating 159 encapsulating therewithin at least one medicant 160, In
this example, the vessel 158 has a spherical shape and resembles a gobstopper. However, it
should be appreciated that the vessel can have any other shape. Furthermore, in some exemplary
implementations, the outer coating 159 can encapsulate an inner region including at least one
bioabsorbable polymer having at least one medicant incorporated therein. The vessels 158 can
mnclude multiple layers having different degradation rates and releasably retaining therein one or
more medicants. Fach of the layers can retain a different medicant, or two or more of the layers

can carry the same medicant.

[00141] When a strain 1s applied to the vessel 158 as schematically shown by an arrow 161 in
Figure 25, the outer coating 159 can break or rupture such that its contents in the form of the at
least one medicant 160 are released. Additionally or alternatively, the outer coating 159 can
absorb, dissolve or otherwise disintegrate upon exposure of the vessel 158 to one or more

environmental conditions such that the at least one medicant 160 is released from the vessel 158,

001421 Figure 26 and Figure 27 illustrate an example of an adjunct 162 in the form of a fiber
lattice having a certain conformation that 1s changeable, such as by the action of water and/or
other agents that the adjunct is subjected to at the treatment site. As shown in Figure 26, the
adjunct 162 having a shape of a tightly wound spiral can retain therein one or more vessels
carrying a medicant 164. The medicant 164 can be retained i association with the adjunct 162
by being held tightly by fibers of the adjunct.  For example, the medicant can include a
multilayered medicant/absorbable polymer structure where an outermost one of the layers
includes an absorbable polymer that can be bound to the fibers of the adjunct, e g., bonding of
one absorbable polymer to another absorbable polymer, as will be appreciated by a person

skilled in the art.

[00143] When the adjunct 162 s delivered at the treatment site, the wound fibers thereof can
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swell and increase in length, or elongate, such that the distances between the fibers increase and
the adjunct 162 “unwinds” and releases the medicant 164 “trapped” within the adjunct 162, as
shown i Figure 27. The fibers of the adjunct 162 can unwind such that the entire adjunct 162
adopts a different conformation, like in the example of Figure 26 and Figure 27. However, in
some aspects, the fibers of the adjunct can begin to unwind or fray from an end or other surface

of the adjunct.

001441 Figure 28 and Figure 29 illustrate another example of an adjunct 166 having a medicant
168 releasably retained therein. In this example, the adjunct 166 is in the form of a sheet-like
fiber woven mesh. As shown in Figure 28, the tight fibers of the adjunct 166 in its original
configuration allow the medicant 168 to be retained therein. When the adjunct 166 1s delivered
at the treatment site, water and/or other agents, shown schematically as drops 167a, 167b in
Figure 28, can cause the fibers to swell and elongate such that the distances between the fibers
mncrease, as shown in Figure 29. In this way, the medicant 168 is released, as also shown in
Figure 29. A person skilled m the art will appreciate that the adjunct 166 can be formed from
different types of fibers. The fibers can have different absorption rates, density, direction,
patterns, size, and other properties that are selected so as to provide desired tissue re~-growth.
While some regions of the adjunct can be configured to release at least one medicant so as to
encourage tissue re-growth, one or more regions of the adjunct can be configured to release at

least one medicant 50 as to discourage tissue re-growth.

001457 In aspects in which at least one medicant 15 disposed within a vessel formed from a
bioabsorbable polymer coating encapsulating the medicant, the medicant can be configured to be
released from the vessel at certain tune based on various factors. The factors can mnclude, for
example, a degradation rate of the bioabsorbable polymer, a volume of the vessel, a surface area
of the vessel, environmental conditions n a phystological environment surrounding the vessel
and responsiveness of the bicabsorbable polymer to such conditions, a number of layers of the
bicabsorbable polymer, a concentration of the medicant, and a type of association between the

medicant and the bioabsorbable polymer.

[00146] Figure 30 illustrates an example of first and second vessels 170, 172 that can be

associated with a schematically shown adjunct 171, In this example, the first and second vessels
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170, 172 are i the form of spherical beads. However, other types of vessels can be used
additionally or alternatively such that the adjunct 171 can include one or more different types of
vessels carrying different types of medicants. The first and second vessels 170, 172 have
absorbable polymer outer coatings A3, B3 that have different degradation rates which therefore
control release of first and second medicants D1, DZ encapsulated within the coatings A3, B3 in
different manners. A degradation rate of the outer coating A3 can be higher than a degradation
rate of the outer coating B3. Thus, the first medicant D1 is released from the first vessel 170
before the second medicant D2 is released from the second vessel 172. For example, the first
medicant D1 can be an inflammatory agent that s released within 1-2 days after the adjunct 171
is delivered to a treatment site. The second medicant D2 can be an anti-inflamumatory agent that
15 released within 3-3 days afier the delivery of the adjunct 171, In this way, the release of the
medicants D1, D2 from the first and second vessels 170, 172 can provide a desired effect on

tissue in-growth.

(0014771 A vessel having at least one medicant encapsulated therein can have multiple medicants
associated therewith in a number of different ways. Figure 31 illustrates an example of a vessel
174 wn a forro of a sphere having multiple concentric layers each carrying a respective at least
one medicant. In this example, as shown in Figure 31, the vessel 174 has, from the outside to the
inside, four distinet layers El, E2, E3, E4 having first, second, third, and fourth medicants F1,
F2, F3, F4, respectively. Each of the lavers E1, E2, E3, E4 can have different degradation rate,
thickness, denstty, responsiveness to environmental conditions, and other properties that control
release of the medicants disposed therein. For example, the outermost first layer EI can be
configured to degrade first such the medicant 15 released first, and the other layers E2, E3, E4 can

be configured to degrade such that an outer laver degrades before an 1nner layer does.

[00148] As each layer degrades, a respective medicant incorporated therein 1s released. It should
be appreciated that the layers can be selected such that at least one inner layer can start to
degrade after only a portion of at least one outer layer has been degraded. The medicants F1, F2,
3, F4 disposed within the multi-layer vessel 174 can be different or at least some of the
medicants can be the same. The medicants can be released as a bolus dose or in other manners,
For example, the first medicant F1 disposed within the first laver E1 can be released as a bolus

dose substantially immediately upon delivery of an adjunct retaining the vessel 174 to tissue.
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Release of the second medicant F2 disposed within the second layer E2 can be regulated by the

release of the first medicant F1.

001497 A spatial distribution of medicants in an adjunct can vary depending on a type of the
medicants and a desired effect on tissue in-growth. Targeted delivery of the medicants can be
accomplished in a number of ways. For example, an adjunct can be configured to release one or
more medicants in a heterogeneous manner such that various medicants can be delivered to
tissue at different times, to facilitate desired healing. Different portions of the adjunct can be
formed from different materials or form the same material treated so as to have different

absorption rates.

[00150] Figure 32 lustrates an adjunct 176 i the form of a laminate including heterogeneous
portions or layers having different degradation rates and incorporating different medicants. As
shown, the adjunct 176 has a top layer or portion 178 and a bottom layer or portion 180 that have
different degradation rates. Furthermore, each of the top and bottom portions 178, 180 can have
various portions having degradation rates that vary in a distinct or continuous manner. The
degradation rates can vary across the adjunct in a number of suitable ways that depend on a

desired treatment effect to be provided by the adjunct.

[001511 In the example of Figure 32, the top portion 178 of the adjunct 176 has two portions
178a, 178b having different degradation rates. The bottom portion 180 has two portions 180a,
180b having different degradation rates. Each of the portions can include a different medicant
such that, as a portion degrades, a respective medicant 1s eluted or released. The degradation
rates and distribution of the medicants within one or more of the portions 178a, 178b, 180a, 180b
can further vary in a distinct or continuous manner such that the adjunct 176 can provide an
elution profile shown in a graph 177 in Figure 32. As shown, a central area 182 of the adjunct
176 centered around a mid-portion 179 thereof has an increased elution rate of one or more
medicants that peaks at the mid-portion 179, whereas smaller amount of the medicant(s) is eluted
from oppostte sides of the adjunct 176 along s length L. The increased elution rate can be due

to properties of the adjunct 176 at the central area 182 and the concentration of the medicants.

(001527 As further shown in Figure 32, the adjunct 176 1s configured to release medicants in

different elution profiles along the length L thereof and along a width W thereof For example,
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the medicants can be released along the width W as a bolus dose and along the length as a time-
release dose. Release of one or more of the medicants can regulate release of at least one other
of the medicants. However, the medicants can be released in any other manner, depending on a

desired treatment to be delivered.

001537 Figure 33 illustrates another example of an adjunct 184 having top and bottom layers or
portions 186, 188, Similar to the adjunct 176 in Figure 32, each of the top and bottom portions
186, 188 of the adjunct 184 can have different medicants disposed therein. Thus, as shown
Figure 33, the top portion 186 can have first and second medicants G1 and G2, at respective
portions thereof. The bottom portion 188 can have third and fourth medicants G3 and G4 at
respective portions thereof disposed such that the third medicant G3 1s in a portion disposed over

a portion carrying the fourth medicant G4, as also shown in Figure 34.

[00154] Figure 35 dlustrates an example of a portion of an adjunct 185 that can be simuilar to
adjunct 176 (Figure 32) or adjunct 184 (Figure 33}, As shown in Figure 35, the adjunct 185 can
have side-to-side portions 185a, 185b having different medicants G5, G6 disposed therein.
Figure 36 illustrates another example of a portion of an adjunct 187 having an inner portion 187a

and an outer portion 187b having different medicants 37, G8 disposed therein.

001551 In some aspects, elution rates of at least one medicant from an adjunct having one or
more distinct portions formed from at least one bioabsorbable polymer can depend on a position
of the portions within the adjunct, a degradation rate of the at least one bioabsorbable polymer,
responsiveness of the at least one bioabsorbable polymer to environmental conditions, and an

overall configuration of the adjunct.

100156} Figure 37 dlustrates an example of an adjunct 190 in a form of a cylinder that has outer
and tnner concentric layers 191, 192 which can be formed from different types of absorbable
polymer and can have different thickness and other properties. The outer and inner layers 191,
192 can have ditferent medicants B4, A4 disposed therein and that can be released from the
respective lavers 191, 192 at different times and at ditferent rates. In this example, an innermost
cavity 193 lined by the inner layer 192 can be empty. The medicant A4 can be configured to
commence to release before the medicant B4 1s released. It should be appreciated that, in some

aspects, the outer and inner layers 191, 192 can be disposed over a fiber.
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001577 Figure 38 illustrates an example of a tubular adjunct 194 that has multiple radial portions
formed from different types of absorbable polymer. As shown, the adjunct 194 has an inner
cavity 194a having the radial portions disposed concentrically therearound. In the example
illustrated, the portions can be formed from first and second types of polymer in an alternating
manner, as shown by portions 195, 196 in Figure 38 formed from the first and second polymers,
respectively. The portion 195 formed from the first polymer has a medicant AS disposed therein,
the portion 197 formed from the second polymer has a medicant BS disposed thereimn, and other
portions formed from the first and second polymers have the medicants A5, BS disposed therein
in the same alternating manner, as shown in Figure 38. Simular to the examples before, the
medicants A5, B3 can be released from the respective layers at different times and at different
rates. For example, the medicant AS can be configured to commence to release before the

medicant BS is released.

001581 Figure 39 illustrates an example of a tubular adjunct 197 simtlar to adjunct 190 (Figure
37). As shown in Figure 39, the adjunct 197 has outer and inner concentric layers 198, 199
which can be formed from different types of absorbable polymer and can have different
thickness and other properties. The outer and inner layers 198, 199 can have different medicants
B6, A6 disposed therein and that can be released from the respective layers 198, 199 at different
times and at different rates. For example, as shown in a graph 197a 10 Figure 39, the medicant
A6 can release before the medicant B6 1s released. Furthermore, the medicant A6 can release at

a higher dosage than the medicant B6, as also shown i the graph 197a.

[00159] In at least some toplementations, a staple cartridge can include a lubricant {e.g., sodium
stearate or other lubricant) applied thereto that includes at least one medicant (e.g., LAE,
Doxyeycline, and/or other antimicrobial agent) releasable therefrom. The lubricant can be
applied to the staple cartridge as a spray and can coat the cartridge and the staples refeasably
disposed therein. The lubricant including one or more medicants may allow the medicant{s) to
be applied to the staples. In this way, the medicant(s) may be delivered to a targeted area {e.g.,
along a staple line defined by the staples) where the medicant(s} may be best able to facilitate
wound healing, as discussed herein. The lubricant including one or more medicants can be used

with an adjunct including one or more medicants, which may facihitate targeted wound healing.
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[00160] WOUND HEALING

[00161] During performance of a surgical procedure, tissue of a patient can be wounded (e.g.,
cut, torn, punctured, etc.} in any of a variety of ways. The wounding may be an mtended aspect
of the surgical procedure, such as in an anastomosis procedure and/or when tissue 1s cut and
fastened using a surgical device such as a surgical stapler. The wounded tissue typically heals

over time in generally the same way for all patients.

[00162] Wound healing is traditionally considered to include four stages: hemostasis,
mflammation, prohiferation, and remodeling. The hemostasis stage generally mvolves blood
clotting, e.g., stopping bleeding. In general, damaged blood vessels constrict to slow biood flow,
platelets aggregate to help seal the wound site, the platelets activate fibnin to fusther facilitate
wound sealing, and a blood clot forms at the wound site. The mflammation stage generally
mvolves cleaning of the wound site. In general, the immune system provides a response to the
threat of possible infection at the wound site via signaling to defensive timmune cells such as
neutrophils and macrophages. The proliferation stage generally involves rebuilding tissue with
tissue growth and angiogenesis (blood vessel growth}. In general, fibroblasts arrive at the wound
site, the fibroblasts lay down collagen, the fibroblasts release growth factors that attract epithelial
cells, and the epithehial cells attract endothelial cells. The remodeling stage, alsoreferred toas a
maturation stage, generally involves strengthening scar tissue at the wound site. In general,
collagen fibers align and crosshink, and the scar matures to eventually fade away. Each of these

four stages 1s discussed further below.

001631 While each of wound healing’s four stages involves a different aspect of the healing
process, stages typically overlap with one another. Namely, each of the last three stages
typically overlaps with its preceding stage, e g., inflammation overlaps with hemostasis,
proliferation overlaps with inflammation, and remodeling overlaps with proliferation. The speed
at which the transition between stages occurs generally affects the speed of overall wound
healing and thus generally affects patient recovery time, chances of complications arising, and/or
patient comfort. Sunularly, the length of each of the four individual stages generally affects the
speed of overall wound healing and the patient’s general recovery. In general, the slower the

wound healing process, and m particular the longer 1t takes to begin the remodeling stage, the
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more likely that the wound will become infecied, cause the patient discomfort, become a chronic

wound, cause an ulcer, and/or develop pathological scarring.

[00164] The hemostasis stage generally begins within minutes of the initial injury, unless there
are underlying clotting disorders, in which case hemostasis may be delayed. The hemostasis
stage typically lasts for 30 to 60 munutes before the inflammation stage begins {e.g., before
neutrophils arrive, as discussed below) and typically ends hours after the injury, e.g., 2 to 6 hours
post-injury. Poor hemostatic control that results in a longer hemostasts stage can lead to
mcreased bleeding and tissue damage. Additionally, a prolonged hemostasis stage can result in

additional scar formation that delays the proliferation and remodeling stages.

[00165] In the hemostasis stage, injured blood vessels at the wound site are sealed. The blood
vessels constrict in response 1o Injury, €.g., in response to being cut, but this spasm ultimately
relaxes. Blood platelets secrete vasoconstrictive substances to aid in this process. The platelets
also form a stable clot sealing the damaged vessels. Under the influence of adenosine
diphosphate {ADP) leaking from the damaged tissue at the wound site, the blood platelets
aggregate and adhere to exposed collagen. The blood platelets secrete factors, which interact
with and stimulate an intrinsic clotting cascade through the production of thrombin, which in
turn tnitiates the formation of fibrin from fibrinogen. The clotting cascade occurs to achieve
hemostasis, or stop blood loss by way of a fibrin clot. More particularly, the fibrin forms a mesh
that strengthens the platelet aggregate nto a stable hemostatic plug or clot, thereby reducing
and/or preventing bleeding. The mesh serves as a scaffold for invading cells, such as
neutrophils, macrophages, fibroblasts, and endothelial cells, during the mnflammation and
proliferation stages. Additionally, the platelets secrete various soluble factors, such as
chemokines, cytokines, and platelet-denived growth factor (PDGF). Thus secretion generally
mitiates the inflammation stage of wound healing, as the soluble factors atiract cells that

phagocytize material {e.g., debris, microorganisms such as bacteria, and damaged tissue).

[00166] The clotting cascade occurs in the hemostasis stage just before the mflammatory stage
begins. The mflammation stage typically begins within an hour of the injury and typically lasts
for 2 to 6 days but can last even longer, e.g., up to 10 days. The longer the inflammation stage,

the more hikely that additional scarring will occur, thereby delaying the proliferation and
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remodeling stages. During the mflammation stage, the wounded tissue can show various signs of
mflammation, such as erythema, heat, edema, pain, and functional disturbance. These signs can
last for most or all of the inflammation stage. Accordingly, the longer the inflammation stage,
the longer the tissue experiences these adverse effects of inflammation, which i turn can
prolong patient discomfort and/or prolong the period of time in which the patient ts particularly
suscepiible to infection. The adverse effects of inflammation can be severe enough in some
patients to cause death. Inflammation must occur during proper wound healing, however, and its

adverse effects tolerated in order for the final stages of wound healing to commence.

001671 In the inflammation stage, the cells attracted by the soluble factors secreted in the
hemostasis stage phagocytize material. Namely, immune cells including phagocytic cells,
neutrophils, and macrophages destroy material in an effort to help prevent infection. The arrival
of neutrophils generally signals the start of the inflammation stage. Neutrophils typically arrive
at the wound site within an hour of wounding. The neutrophils are able to phagocytize debris
and microorganisms and provide a first line of defense against infection. They are aided by local
mast cells. Fibrin is broken down, and the degradation products atiract macrophages.
Macrophages typically appear 1 to 2 days post-injury. The macrophages are able to phagocvtize
bacteria and provide a second line of defense against infection. The macrophages secrete a
variety of chemotactic factors and growth factors such as fibroblast growth factor (FGF),
epidermal growth factor (EGF), transforming growth factor beta (TGF-B), and mterleukin-1
(1L.-1), which are traditionally recognized as directing the subsequent proliferation and
remodeling stages. In other words, the macrophages release angiogenic substances to help begm
the proliferation stage to stimulate capillary growth and granulation, thereby setting the stage for
the remodeling stage. Lymphocytes {e.g., T lymphocvies) attracted to the wound site typically

appear at the wound site after the macrophages appear.

[00168] The proliferation stage typically begins 2 to 5 days post-injury and typically lasts for 2
to 21 days. In the proliferation stage, the macrophages™ secretion induces the proliferation of
fibroblasts. The fibroblasts enter the wound site and form an extracellular matrix {(ECM) by
excreting collagen and fibronectin. The wound 1s thus “rebuilt” with new granulation tissue that
mcludes the collagen and the ECM mto which a new network of blood vessels develop, a process

traditionally known as angiogenesis. The collagen increases the strength of the wound.
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Accordingly, the sooner collagen can be produced, e.g., the sooner that fibroblasts enter the
wound area, the sooner the wound can gain strength and thereby be less hikely to cause any

number of problems such as infection and patient discomfort.

[00169] Concurrent with the ECM formation, epithelial cells {e.g., keratinocytes) migrate from
the wound’s edge to cover the wound and form a barrier between the wound and its environment.
In other words, the epithelial cells resurface the wound, 1n a process traditionally known as
epithehialization. The epithelial cells migrate over the granulation tissue but underneath the scab
on the wound (if a scar was earlier formed). The epithelial cells must dissolve the clot, debris,
and parts of the ECM in order to properly migrate over the wound. To facilitate their migration,
the epithelial cells secrete a plasminogen activator, which activates plasminogen, turning it into
plasmin to dissolve the clot, debris, and parts of the ECM. Additionally, since cells can only
migrate over hiving tissue, the epithelial cells excrete collagenases and proteases such as matrix
metalloproteinases (MMPs) to dissolve damaged parts of the ECM in their migrational path. In
the final phase of epithelialization, contraction of the wound occurs as the fibroblasts
differentiate into myofibroblasts to form the protective outer layer, or stratum corneum.
Contraction can last for days or several weeks and continues even after the wound 1s completely

reepithelialized. Contraction is the main cause of scarring associated with wound healing.

[00170] The remodeling stage generally begins when the levels of collagen production and
degradation equalize. In other words, remodeling generally begins once a scar has formed and
the tensile strength of the wound has begun to increase. The remodeling stage tyvpically begins 7
to 21 days post-injury and typically lasts for at least 3 weeks and can last for months or years

depending on factors such as wound size and re-injury.

001717 In the remodeling stage, the wound matures to become stronger, e.g., to have mncreased
tensile strength. In general, weaker type 111 collagen, which 15 common at the wound site in the
proliferation stage, s replaced by stronger type I collagen. This replacement generally mvolves
reorganizing, crosshnking, and aligning the temporary collagen fibers. As remodeling

progresses, the scar disappears.

[00172] Figure 40 illustrates a depiction of wound healing over time. An upper portion of Figure

40 shows a first wound healing graph 200 of tissue strength (tensile force F) versus time (t). A
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lower portion of Figure 40 shows a second wound healing graph 202 of medicant dose amount
versus time (t). The first and second graphs 200, 202 are plotted with a shared horizontal axis to
facilitate comparison of data shown in the first and second graphs 200, 202. Time zero (t=0) in
the first and second graphs 200, 202 represents a time of injury, e.g., when a wound occurs. A
first tissue strength F1 in the first graph 200 thus represents the tissue’s strength at the wound at

the time of injury.

001731 The first graph 200 includes a first curve 204 of tissue strength over time during typical
wound healing, and includes a second curve 206 of tissue strength over time during accelerated
wound healing in accordance with at least some methods, systems, and devices provided herein.
The second curve 206 of accelerated wound healing can be achieved using one or more doses of
medicants provided in the second graph 202, as discussed further below. Stages of wound
healing (a hemostasis stage 208, an inflammation stage 210, and a proliferation stage 212) are
shown i Figure 40 with reference to the second graph 202, and hence also to the second curve
206 of the first graph 200. The first curve 204 in the first graph 200 has a different timung of

hemostasis, inflammation, and proliferation stages, as discussed below.

[00174] The time scale in Figure 40 15 an example only. As discussed above, the timing of
wound healing can vary, e.g., the stages of wound healing can begin at different times for
different wounds and/or for different patients. Figure 40 demonstrates that for the same wound
in the same patient, the wound’s typical healing, as iHustrated by the first curve 204, 1s improved
when one or more medicants are dosed to the patient in accordance with the second graph 202, as
dlustrated by the second curve 206. In other words, regardless of the time scale of the horizontal
axis of the first and second graphs 200, 202, the dosing of one or more medicants may provide
for faster wound healing than typical wound healing and may provide a shorter period of

minimum tissue tensile strength than typical wound healing,

001757 As demonstrated by the first curve 204, typical wound healing 1nvolves the tissue having
the first tissue strength F1 at time zero and decreasing in strength over time to a minimurn tissue
strength F4 that begins during day four (5 >t > 4) during an inflammation stage and persists until
sometime during day six {7 > t > 6} before tissue strength begins to gradually improve back

toward the first tissue strength F1. The first tissue strength F1 can be re-achieved during typical
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wound healing, as shown by the first curve 204, at some point during or after a proliferation
stage. The tissue’s strength begins to decrease from the first tissue strength F1 in response to
nflammation, e.g., in response to entry into the inflammation stage, during day one (2 >t > 1)
and continues decreasing toward and/or remains at its lowest level F4 until inflammation of the
tissue begins to subside, e.g., until the proliferation stage begins, during day six. The tissue is
thus decreasing in strength and ts at 1ts most vulnerable to succumb to any number of
mnflammation’s adverse effects for a relatively long period of time that starts during day one and

lasts into day six.

[001761 As demonstrated by the second curve 206, accelerated wound healing in accordance
with at least some embodiments of the methods, systems, and devices provided herein involves
the tissue having the first tissue strength F1 at time zero and decreasing in strength over time to a
mintmum tissue strength F3 that begins during day three {4 >t > 3} during the inflammation
stage 210 and persists until sometime during day four (5 >t > 4) before tissue strength begins to
gradually improve back toward the first tissue strength F1. The mintmum tissue strength F3 in
the accelerated wound healing 15 greater than the munimum tissue strength F4 in the typical
wound healing. The tissue experiencing the accelerated wound healing thus never has strength
as fow as that during typical wound healing. In other words, the accelerated wound healing
allows for less tissue weakening than typical wound healing. The tissue’s strength begins to
decrease from the first tissue strength Il in response to inflammation, e g., in response to entry
mto the inflammation stage 210, during day one (2 > t > 1} and continues decreasing toward
and/or remains at its lowest level F3 until nflammation begins to improve, e.g., until the
proliferation stage 212 begins, during day four. The tissue 1s thus decreasing n strength and 15 at
its most vulnerable to succumb to any number of mflammation’s adverse effects sooner and for a
shorter period of time than typical wound healing, 1.e., starting during day one and lasting into
day four instead of starting during day one and lasting into day six. In other words, the
accelerated wound healing can provide for a shorter imflammation stage than typical wound
healing. The tissue’s strength may not increase back to its pre-wound tissue strength F1 after the
mflammation stage 210 in the accelerated healing but can increase to a level close thereto, as
shown by the second curve 206 reaching a new maximum tissue strength F2 during the

proliferation stage 212.
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001777 The second graph 202 illustrates an example of doses of medicants that can be
admunistered to the patient to achieve the accelerated wound healing indicated by the second
curve 206. The doses of medicants can include a dose of medicant A configured to facilitate
hemostasis in the hemostasis stage 208 as also shown in Figure 41; doses of medicant B,
medicant B;, medicant C, and medicant C; configured to facilitate inflammation in the
mflammation stage 210 as also shown n Figure 42; doses of medicant D and medicant Dy
configured to inhibit MMPs during a macrophages phase 214 of the mflammation stage 210
{e.g., during a time when macrophages are present and active at the wound site in the
mflammation stage 210) as also shown i Figure 43; a dose of medicant E configured to prevent
inflaramation in the proliferation stage 212 during a fibroblasts phase 216 of the proliferation
stage 212 {(e.g., during a time when fibroblasts are present and active at the wound site in the
proliferation stage 212) as also shown in Figure 44; and a dose of medicant F configured to
facilitate tissue growth in the proliferation stage 212 during a fibroblasts phase 216 of the
proliferation stage 212 {e.g, during a time when fibroblasts are present and active at the wound
site in the proliferation stage 212) as also shown in Figure 44. Each of the medicants A, B, By,

C,Cy, D, Dy, E, F 1s discussed further below.

[00178] In one example, at least one medicant can be adminstered to tissue during each of the
hemostasis, inflammation, and proliferation stages 208, 210, 212 of the wound healing to overall
wmaprove the wound healing process with all of the medicants shown i the second graph 202
being administered, e.g | the medicant A in the hemostasis stage 208, the medicants B, By, C, Cy,
D, D; in the inflammation stage 210, and the medicants E, F in the proliferation stage 212, In
another example, at least one medicant can be adminstered to tissue during each of the
hemostasis, inflammation, and proliferation stages 208, 210, 212 of the wound healing to overall
mprove the wound healing process without all of the medicants shown in the second graph 202
being administered, e.g., the medicant A n the hemostasis stage 208, at least one of the
medicants B, By, C, €y, D, D} n the inflammation stage 210 (and in a further example, at least
two of the medicants B, By, C, €, B, I}, and one or both of the medicants E, F in the
proliferation stage 212. The subset of the medicants A, B, By, C, T, B, Dy, E, F adnmunistered
can be determined on a case-by-case basis based on any one or more factors such as wound type,
wound size, surgeon preference, available medicants at a time of surgery, patient medical

history, etc. In vet another example, at least one medicant can be administered to tissue during
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only one or two of the hemostasis, inflammation, and proliferation stages 208, 210, 212 to
improve select stages of the wound healing process {with an improvement in one stage being
able to improve subsequent stage(s) of the wound healing process, as discussed above) without
all of the medicants shown in the second graph 202 being administered. Further, the medicants
can be administered in the selected one or two stages as shown in the second graph 202 (e g, the
medicant A in the hemostasis stage, the medicants B, By, C, €y, D, D, in the inflammation stage
210, the medicants E, ¥ in the proliferation stage 212} or can be selectively administered in the
selected one or two stages (e g., the medicant A in the hemostasis stage 208, at least one of the
medicants B, By, C, €y, D, D in the inflammation stage 210 (and in a further example, at least
two of the medicants B, By, C, €y, D, D), one or both of the medicants E, F in the proliferation
stage 212). The one or two of the stages 208, 210, 212 in which medicant doses are admitustered
can be determined on a case-by-case basis based on any one or more factors such as wound type,
wound size, surgeon preference, available medicants at a time of surgery, patient medical

history, etc.

(001797 As discussed herein, an adjunct material including one or more medicants releasable
therefrom can be delivered to tissue, e.g., using a surgical stapler. The adjunct material’s one or
more medicants can include each of the medicants A, B, By, C, C;, D, Dy, E, F being
administered, whether it be all of the medicants A, B, By, C, C1. D, Dy, B, F or a subset thereof.
The administered ones of the medicants A, B, By, C, Cy, D, I3y, E, F can thus be delivered to the
patient concurrent with a time of the injury (+=0}. As discussed herein, the adjonct material’s
medicants can be releasable therefrom 1 a vanety of ways. The timing of the release can allow
the medicants to be admuimistered to tissue at the appropriate fime in the wound healing process,
as also discussed herein. The medicants A, B, By, C, , I, By, E, F {or the selected subset
thereof} can thus be simultaneously delivered to the patient but can be released to the patient’s

tissue at different fimes and over time to achieve the desired effects.

00180} The medicant A configured to facilitate hemostasis can have a variety of configurations.
In general, the medicant A can include a hemostatic agent configured o promote hemostasis.
The adminustration of the medicant A may thus help stop bleeding and help shorten a length of
the hemostasis stage 208 and, accordingly, help the nflammation stage 210 begin sooner than in

typical wound healing. Examples of the medicant A mclade fibrin and thrombin. Also,
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examples of hemostatic agents configured to promote hemostasis and delivery thereof are
described in U.S. Pat. Pub. No. 2013/0149343 entitled “Hemostatic Biocabsorbable Device with
Polyethylene Glycol Binder” filed December 13, 20611, U.S. Pat. No. 8,383,147 entitled
“Reinforced Absorbable Synthetic Matrix For Hemostatic Apphications” filed August 22, 2012,
and U.S. Pat. No. 8,329,211 entitled “Reinforced Absorbable Multi-Layered Fabric For
Hemostatic Applications” filed May 17, 2010, which are hereby incorporated by reference in

their entireties.

[00181] The medicant A can be administered in a variety of ways. In one example, the medicant
A can be administered from a vessel. The vessel can include a bicabsorbable or dissolvable
coating, e€.¢., a saccharide coating, etc., surrounding the medicant A. The coating can be
configured to bioabsorb/dissolve relatively quickly so as to be administered to the wounded
tissue within minutes of the injury, e.g., within minutes of t=0. The medicant A’s hemostatic
effects can thus begin prior to the start of the nflammation stage 210. As shown in Figure 40
and Figure 41, the dose of the medicant A can decrease over time as the agent dissipates m the

tissue/the patient’s body.

100182} The medicants B, By, C, Cy configured to facilitate inflammation can each have a variety
of configurations. In general, the medicants B, By, C, C, can each include an inflammatory agent
configured to promote inflammation. The medicants B, By, C, C| may thus help speed up the
inflammatory process and, accordingly, help shorten the inflammation stage 210 as compared to
typical wound healing, help the proliferation stage 212 begin sooner than in typical wound
healing, help the tissue reach its mimimum strength F3 sooner than when the minimum strength
F4 1s reached in typical wound healing, and help shorten a period of time at which the tissue 15 at
its munimum strength F3 as compared to typical wound healing. Examples of the medicants B,
By, C, C; mclude pro-inflammatory medicants. In some aspects, the medicants B, By, C, C; can
each include the same agent. In other aspects, the medicants B, B; can each include the same
agent, and the medicants C, C; can each include the same agent as each other that s a different
agent than the medicants B, By, In still other aspects, the medicants B, By, C, C; can each

mclude a different agent from one another.
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001837 The medicants B, By, C, € can each be adnunistered in a variety of ways. In one
example, the medicant B can be administered as a vessel with the medicant B; being a coating of
the medicant B vessel, and the medicant C can be administered as another vessel with the
medicant C; being a coating of the medicant C vessel. The dosages of the vessel medicants B, C
can be greater than the dosages of the coating medicants By, €, as shown in Figure 40 and

Figure 42, as vessel coatings typically include less substance than the vessel that they surround.

001841 In one example, the medicant B; can be configured to begin release prior to the medicant
B, which can be configured to begin release prior to the medicant C,, which can be configured to
begin release prior to the medicant C. The inflammatory medicants B, By, C, C; can thus be
configured to be stagger-released with each medicants’ dose peaking at a different time (e.g., ata
different point along the time t axis of the second graph 202). The different peak dosages of the
mflammatory medicants B, By, C, C; can allow the medicants B, By, C, C to have a cumulative
nflammatory dose, shown as “B{C” in Figure 40 and Figure 42, greater than any of their
individual doses. In other words, the peak dosages of the individual medicants B, By, C, C; can
be timed to contribute to an overall inflammatory dose “BC” greater than can be achieved
individually with thewr doses. The inflaromatory dose “BC” can generally have the shape of a

square wave, as also shown m Figure 40 and Figure 42.

[00185] The inflammatory medicants B, By, C, C; can be configured to each begin release prior
to the release of the other medicants effective in the mflammation stage 210, the medicants D, Iy
contfigured to inhibit MMPs. In this way, the tissue at the wound site can be allowed to be
inflamed and approach tis miniroum tensile strength ¥3 a short time before day three (t=3), at
which time the macrophage phase 214 of the inflammation stage 210 generally begins and during

which the medicants I, D1 can be administered.

[00186] The medicants D, I; configured to inhibit MMPs can each have a variety of
configurations. In general, the medicants D, Dy can each include an agent configured to inhibit
MMP, e.g., an MMP mhibitor. The medicants D, 13; can thus help less MMP be released in the
nflammation stage 210, thereby allowing less of the ECM to be destroyed in the inflaramation
stage 210. The tissue at the wound site may thus be less torn down while still allowing the

mflammatory process and, accordingly, allow the tissue to have more strength than o the typical
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wound healing process, e.g., F3 > F4.  Examples of the medicants D, D include tissue matrix
degradation inhibitors that inhibit the action of MMPs and other proteases. In one example, the
medicants D, Dy each include the same agent, but the medicants D, I can differ from one

another in at least some examples.

[00187] The medicants I, D; can each be admimistered in a variety of ways. In one example,
each of the medicants I3, D; can be administered via vessel. Each of the two vessels can include
a coating configured to facilitate release of the medicants D, Dy at the appropriate time in the
wound healing process, e.g., at a time after release of the inflammatory medicants B, By, C, Cy,
such as sometime 4 to 7 days after the injury (4 <t <7). Examples of the coating include a
copolymer having 90% polyglycolide (also referred to as polyglycolic acid (PGA)) and 10%
polylactide (also referred to as polyactic acid (PCA)), such as Vieryl™ Rapide.

[00188] In one example, the medicant D can be configured to begin release prior to the medicant
Dy. The MMP-inhihiting medicants I, I can thus be configured to be stagger-released with
each medicanis’ dose peaking at a different time (e g., at a different point along the time t axis of
the second graph 202). The different peak dosages of the MMP-inhibiting medicants D, Dy can
allow the medicants D, Dy to have a cumulative MMP-inhibiting dose, shown as “DID;” in Figure
40 and Figure 43, greater than their individual doses. In other words, the peak dosages of the
mdividual medicants I}, D can be timed to contribute to an overall MMP-inhibiting dose “DD,”

greater than can be achieved individually with their doses.

[00189] The MMP-inhititing medicants D, D, can be configured to each begin release prior to
the release of the medicants E, F. In this way, the tissue at the wound site can be allowed to be
inflamed and endure its minimum tensile strength F3 before the proliferation stage 212 begins

sometime during day four,

[00190] The medicant E configured to prevent inflammation can have a variety of
configurations. In general, the medicant E can include an agent configured to inhibit
inflaramation, e.g., an anti-inflammatory agent. The medicant E can thus be configured to help
reduce inflamuation at the wound stte and, accordingly, help end the intlammation stage 210.

Examples of the medicant E include diclofenac.
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{00191} The medicant E can be administered in a variety of ways. In one example, the medicant
E can be administered as a vessel. The vessel can include a coating configured to facilitate
release of the medicant E at the appropriate time i the wound healing process, e.g., at a time
after release of the MMP-inhibiting medicants D, Dy, such as at least 4 days after the ijury (4 <
t), e.g., sometime 7 to 10 days after the injury {7 <t < 10}. Examples of the coating include a
copolymer having 90% PGA and 10% PCA and having a high molecular weight, e.g , a higher
molecular weight than the coating used for the MMP-inhibiting medicants I}, D so as to be

released thereafter.

[00192] The medicant F configured to facilitate tissue growth can have a variety of
configurations. In general, the medicant F can include an agent configured to promote tissue
growth, e.g., a growth factor. The medicant F can thus be configured to help the tissue rebuild in

the proliferation stage 212, Examples of the medicant F include TGF-§.

[00193] The medicant F can be administered in a variety of ways. In one example, the medicant
F can be administered as a vessel. The vessel can include a coating configured to facilitate
release of the medicant F at the appropriate time in the wound healing process, e.g , at a time
after release of the anti-inflammatory medicant E, such as at least 5 days after the injury (5 <},
e.g., sometime 5 to 10 days after the injury {5 <t < 10). Examples of the coating include a

copolymer having 65% PGA and 35% PCA.

(00194} IMPLEMENTATIONS

[001951 Various exemplary adjunct materials for delivery to stomach tissue are described herein.
In general, a biocompatible adjunct material is configured to be delivered to stomach tissue of a
patient by deployment of the staples from a surgical stapler. The adjunct material is releasably
retained on a cartridge body of a staple cartridge assembly and/or on a tissue-facing surface of a
first or second jaw of an end effector. The adjunct material is configured to be delivered to

stomach tissue by deployment of the staples in the cartridge body.

[00196] The adjunct material has a structure effective to cause a variety of desired reactions in
the stomach tissue. For example, the desired reaction can include movement of the adjunct

material from the external surface of the stomach tissue into the patient’s stomach cavity. Inone
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aspect, the desired reaction can include faster healing of the stapled stomach tissue. At least one
medicant is disposed within and releasable from the adjunct material. The medicant is effective
to encourage and/or reinforce the desired reaction in the stomach tissue. Because the stomach
has the ability to erode substances quickly, the adjunct material 1s configured to cause desired
reactions and include medicant(s) that induce erosion to accelerate the healing process in the

stomach.

001971 The adjunct material can have a variety of configurations, and can be formed from
various materials as described above. For example, an adjunct material can be formed from one
or more of a film, a foam, a fibrous structure, and hybrids thereof. In one aspect, the adjunct

material can include a fiber or other structure with a film or foam disposed thereon.

[00198] The film can be formed from any suitable material or combination thereof, as discussed
above. The film can include one or more lavers, each of which can have different degradation
rates. Furthermore, the film can have various regions formed therein, for example, reservoirs
that can releasably retain therein one or more medicants in a number of different forms. The
reservoirs having at least one medicant disposed therein can be sealed using one or more
different coating lavers which can include absorbable or non-absorbable polymers. The film can

be formed in various ways, for example, it can be an extruded or a compression molded film.

1001997 Non-limiting examples of foams include a closed-cell foam, an open-cell foam, ora

sponge.

1002007 Non-limiting examples of fibrous structures include a fiber-based lattice whichcan be a
woven fabric, knitted fabric or non-woven fabric such as a melt-blown, needle-punched or
thermal-constructed loose woven fabric. An adjunct matenal can have multiple regions that can
be formed from the same type of lattice or from different types of lattices that can together form
the adjunct material in a number of different ways. For example, the fibers can be woven,
braided, knitted, or otherwise interconnected so as to form a regular or irregular structure. The
fibers can be interconnected such that the resulting adjunct 1s relatively loose. Alternatively, the
adjunct material can mclude tightly interconnected fibers. The adjunct material can be i a form

of a sheet, tube, spiral, or any other structure that can include comphiant portions and/or more
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rigid, reinforcement portions. The adjunct matenial can be configured such that certain regions

thereof can have more dense fibers while others have less dense fibers.

002017 The adjunct materials described herein can be used in any surgery involving stomach
tissue such as, for example, bariatric surgery. As used herein, bariatric surgery generally refers
to a variety of procedures performed in a subject to achieve weight loss. For example, bariatric
surgery refers to a surgical procedure to alter gastrointestinal structure or function so as to affect
body weight, body composition, or energy balance regulation, or otherwise alter metabolic
function. Some non-limiting examples can be any form of gastric bypass such as Roux-en-Y
gastric bypass (RYGB), vertical sleeve gastrectomy, adjustable gastric banding, vertical banded
eastroplasty, intragastric balloon therapy, gastric plication and other forms of gastric volume
reduction {see also U.S. Patent Application Publication No. 2009/0024144, entitied “Hybnid
Endoscopic/Laparoscopic Device For Forming Serosa To Serosa Plications In A Gastric Cavity,”
filed July 18, 2007, which 1s hereby incorporated by reference in its entirety, Magenstrasse and
Mill procedures mvolving an anastomotic connection of the gastrointestinal tract (e g,
iejunoileostomy, etc ), and variations of the procedures above and other methods known by those
skilled in the art. In one implementation, the adjunct material can be used for a gastro-
jejunostomy 1o a RYBG procedure. Also, see U.S. Patent Application Pubhication No.
2012/0318842, entitled “Tissue Stapler Having A Thickness Compensator Comprising
Incorporating A Hemostatic Agent,” filed June 25, 2012, and hereby imncorporated by reference in
its entirety, for an example of staplers having a tissue thickness compensator that can be used in

connection with the above procedures.

[00202] Figure 45 illustrates an example of an adjunct material 13500 disposed on the small
intestine 1302 outside an external surface of a stomach wall i connection with a gastric bypass
procedure, such as a gastro-jejunostomy 1 a RYBG procedure. In this surgical procedure, the
stomach cavity 15 divided into a small upper pouch 1506 and a larger lower pouch 1508 using a
surgical stapling device, for example, to cut and deploy staples to form staple hines 1510 on
either side of the cut. The small intestine 1502 1s rearranged to connect to the upper pouch 1506
and bypass the lower pouch 1508, The adjunct matenal 1500 1s deploved by staples forming
staple line 1514, The jejunum 1516 and the duodenum 1518 are connected to create a side-to-

side anastomosis 1520 through which the upper pouch 1506 and lower pouch 1508 can drain. A

2
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circular stapler can be used to deploy internal staples to form a staple line 1522 to secure the
small intestine 1512 to the upper pouch 1506, The adjunct material 1500 can be applied with

one or more of the staple lines 1510, 1514, 1522,

002037 The adjunct material can be configured 1n various ways to induce erosion of the adjunct
material after deployment of staples to stomach tissue so that the adjunct material moves from
outside the stomach wall through the stomach wall and into the stomach cavity. Eroding the

adjunct material in this manner accelerates the healing process i the stomach.

[00204] In one implementation, the adjunct material can be configured to apply a force or
pressure to the stomach tissue to form an anastomosis such as, for example, between the stomach
and the small intestine. The adjunct material thus can be configured to cause pressure induced
necrosis so that the stomach can quickly heal by forming an anastomosis. An adjunct material
mcluding an expandable or swellable material that is deployed with staples can apply sufficient
pressure to form the anastomosis. In one aspect, the swellable material can include, for example,
a hydroscopic foam or a cross-linked polymer such as a hydrogel or other material that can
absorb fluid such as water and thus swell upon contact with the fluid. In some aspects, the
swellable material can be a dry substance, such as a lyophilized polymer or a powder, that is
swellable upon delivery to the stomach tissue. The swellable material of the adjunct material can
be configured to elute one or more medicants that promote the healing response necessary to seal

the tissue adjacent to the regions with pressure induced necrosis.

[00205] Figure 406 to Figure 49 illustrate an example of the process of an adjunct material being

deployed to stomach tissue, eroded mto the tissue, and moved mto the stomach cavity.

1002006} Figure 40 1s a cross-sectional side view of this example of an adjunct material 1530
deploved to an external surface 1532 of a wall of stomach tissue 1534 by a plurality of staples
1536. In some aspects, the adjunct material 1530 can be deployved with staples 1536 inserted
through tissue of the small intestine and stomach tissue 1534, Thus, the adjunct material 1530
can be used m connection with any staples 1536 deploved m connection with a gastric surgery.
The adjunct material 1530 1n Figure 2 can be configured to apply a force or pressure to stomach
tissue 1534, For example, the adjunct material 1530 can be configured to expand or swell

thereby causing pressure on the stomach tissue 1534, The adjunct material 1530 can include one
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or more of the swellable materials described above. Also, one or more medicants can be released
from the adjunct material 1530 to create pressure on the wall of the stomach tissue 1534, The
medicant can be, for example, any material that swells when in contact with fluid and thus

applies pressure to the wall of the stomach tissue 1534, In one aspect, the medicant is ORC.

002077 Figure 47 represents the adjunct material 1530 of Figure 46 at a period of time after
staple deployment. The adjunct material 1530 1s starting to absorb or erode into the wall of the
stomach tissue 1534 due to the swellable materials in the adjunct material 1530 expanding and/or

medicant(s) eluting from the adjunct material 1530,

[00208] Figure 48 represents the adjunct material 1530 of Figure 47 after an additional period of
time. The adjunct material 1330 has eroded into the stomach tissue 1534 and has begun to move

inside the stomach cavity 1538.

002091 Figure 49 represents the adjunct material 1530 of Figure 48 after an additional period of
time. In this figure, the adjunct material 1530 has eroded through the stomach tissue 1534 and

mto the stomach cavity 1538 where the adjunct matenal can be digested.

002107 One or more medicants can be released at any desired time during the above process to
further induce pressure on the stomach tissue or cause other desired effects. The same or
different medicants can be released at different times. One or more medicants can have different
release or absorption profiles as discussed above. For example, the medicant can dissolve or
absorb into tissue upon delivery or be released over time. The medicant can be formulated ina
number of ways as described above. The medicant can be placed in different areas of the adjunct

material.

(002117 Non-limiting medicants include, for example, any medicants set forth above. For
example, the one or more medicants can include, but are not himited to, drugs or other agents
mcluded within, or associated with, the adjunct material that is deploved to the stomach tissue.
The medicants include, but are not limited to, for example, antimicrobial agents such as
antibacterial and antibiotic agents, antifungal agents, antiviral agents, anti-inflammatory agents,

growth factors, analgesics, anti-cancer agents, and other agents that elicit a biological response.
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For example, the medicant can be a drug, hemostat, or any other desired substance described

above that elutes from the adjunct material after deployment to tissue.

[00212] As stated above, the adjunct material can be configured to cause a desired effect or
response. In some aspects, the adjunct material can be in the form of a matrix that induces a
healing response. In particular, the adjunct material can be configured to induce an
mflammatory response as described above. By inducing the inflammatory response, the adjunct
material can erode into the stomach tissue wall and move into the stomach cavity. One or more
medicants can also be released from the adjunct material in a desired manner to encourage the
mflammatory response and the erosion or any other desired effects that will accelerate the wound

healing process, which is described above.

002137 In one aspect, the adjunct material can be configured to cause an inflammatory response.
For example, the adjunct material can be configured to induce encapsulation of bacteria and
other irritants within the adjunct material, but prevent natural healing mechanisms, e g., white
blood cells, access to the bacteria, thereby encouraging an inflammatory response. In particular,
the adjunct material can be formed of a matenial having a plurality of pores. In some aspects, the
adjunct material can be in the form of a foam, a woven construct, or a plurality of fibers, each
having a plurality of small pores therein. In an aspect, the pores are sufficiently small that white
blood cells cannot enter to attack any bacteria or irritants encapsulated within the adjunct
material. The pores can be in one implementation less than about 100 microns. With
sufficiently small pores, the bacteria or other irritants can remain 1o the adjunct material for an
extended period of time. The bacteria inside the adjunct material is essentially an infection that
causes an inflammatory response in the body because the infection cannot be treated with white
blood cells. In the inflammatory response, the stomach encapsulates the adjunct material
meluding the bacteria and wrritants contained therein and the adjunct matenal then erodes into the
stomach wall and moves mnto the stomach cavity which can then digest the adjunct matenial, as

shown in Figure 46 to Figure 49

[00214] The adjunct material can include at least one medicant configured to have a delaved
release. The adjunct matenal can be configured to delay the release of a medicant, such as an

antibiotic, for an extended period of time, thereby allowing an aggressive irmmune response to
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enhance the rate of encapsulation of the adjunct material and healing of the tissue adjacent o the

adjunct material.

002157 In ancther aspect, the adjunct material can be configured to create an wrritant response to
the stomach wall. In one implementation, the adjunct material can have a surface with a texture
that 1s capable of inducing an inflammatory response. At least a portion of the tissue-facing
surface of the adjunct material can include the textured surface. The textured surface can be an
abrasive textured surface. In one aspect, the adjunct material can be in the form of a film or
mclude a film with an abrasive textured surface. The stapled adjunct material can be configured
to aggressively abrade the stomach tissue wall. The stomach's natural peristaltic motions can
enhance this effect. As the adjunct maternial is abraded, it begins to erode into the stomach wall

tissue and move into the stomach cavity, as described above.

00216} The adjunct material can include one or more medicants that induces inflammation to
complement the irritant response caused by the textured surface. In some aspects, the adjunct
material can be configured to elute pro-inflammatory medicants to accelerate the healing
process. Non-limiting examples of pro-inflammatory medicants include mterleukins such as fL-
1a {which may activate TNF-a, stimulate fibroblast proliferation, activate lymphocytes, increase
biood neutrophil count, stimulate expression of FGF and EGF, and increase collagen
production}, IL-1b (which may be produced by activated macrophages and may induce
nflammation), IL-2 (which may induce proliferation of responsive T cells and act on some B
cells as a growth factor), IL-3 (which may stimulate proliferation of granulocytes and monocytes
and stimulate the differentiation of multipotent hematopoietic stem cells; similar to GM-CSF),
IL-6 {which may act as a pro-inflammatory and anti-inflammatory important in growth and
differentiation of B cells, production of neutrophils, and iflamation mediation during muscle
contraction}, [L-8 (which may cause neutrophils and other granulocytes to migrate towards an
mfection and induce phagocytosis when they arrve at site, may promote angiogenesis, and may
promote colorectral cancer growth), IL-10 (which may inhibit synthesis of certain cytokines
meluding 11-2, 1L-3, TNF, and GM-CSF, and can be used 1 Crohn’s disease patients to limit the
effects of the disease}, and IL-11 {which may increase production of platelets, activate
osteoclasts, and 1nhibit epithelial cell proliferation and apoptosis) and any other substance that

causes inflammation.
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002177 The adjunct material with a textured surface can have a number of variations. In one
implementation, the abraded surface of the adjunct material can include an uneven surface such
as, for example, macro-features similar to a coarse sandpaper. These textured surfaces can be in
any pattern on at least a portion of the surface of the adjunct material. The textured surface can
be in a distinct pattern with repeatable geometry such as micro-needles. For examples of such
patterns, see U.S. Pat. Pub. No. 2013/0146643 entitled “Adhesive Film Laminate” and filed
February 8, 2013, which 1s hereby incorporated by reference in its entirety. The uneven surface
of the adjunct material can be configured to erode as it 1s moved against the stomach tissue,

much like sandpaper as it is used.

[00218] In another aspect, a drying agent can be applied to the adjunct material to induce an
iritant response or other desired reaction. The drying agent can be, for example, talc or any
other material that can absorb water or other liquid. In one aspect, the drying agent can be

applied as a film on the adjunct material. A drying agent can be used to induce adhesions by

reducing the lubrication between the tissue and the adjunct material

002191 In another aspect, an adjunct material can be configured to have pores that are
sufficiently small to prevent tissue ingrowth during the early phases of degradation. The adjunct
material can be made from a variety of materials and have a variety of configurations to
accomplish this effect. The adjunct material can include, for example, a polymeric or matrix
structure in the form of a foam or fibrous matenial  The adjunct material can have any desired
degradation profile. For example, the degradation profile can be selected such that by the time
the mechanical structure of the adjunct material sufficiently breaks down to allow stomach tissue
in~growth, the amount of acids created from hydrolysis in the stomach 1s sufficiently high to

create a significant inflamnmatory response.

002207 The adjunct matenial can elute one or more medicants to enhance or exaggerate the
inflammatory response of the adjunct material having the small pores preventing tissue in-
growth. The medicants can accelerate the passing of the adjunct material through the stomach
wall and into the stomach cavity. For example, the medicant can include any pro-inflaromatory

agent or other materials that can augment the inflarmmmatory response.
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002217 In one aspect, the adjunct material configured to have pores that are sufficiently small to
prevent tissue ingrowth can include a high molecular weight polymer {e.g., in a range of about
80,000 g/mol to 200,000 g/mol) polymer such as PGA/PCL. The polymer is sufficiently large to
degrade quickly which results in a large bolus of acid that creates an inflammatory response. In
other words, the sufficiently small pore size in the adjunct material prevents macrophages from
entering the adjunct material and degrading the large polymer, thereby resulting in a higher

concentration of acid and the bulk degradation of the polymer.

00222} The adjunct materials described herein can have any combination of the configurations,

materials.

002231 A person skilled in the art will appreciate that the present invention has application in
conventional minimally-invasive and open surgical instrumentation as well application in

robotic-assisted surgery.

[00224] The devices disclosed herein can be designed to be disposed of after a single use, or they
can be designed to be used multiple times. In either case, however, the device can be
reconditioned for reuse after at least one use. Reconditioning can include any combination of the
steps of disassembly of the device, followed by cleaning or replacement of particular pieces and
subsequent reassembly. In particular, the device can be disassembled, and any number of the
particular pieces or parts of the device can be selectively replaced or removed 1 any
combination. Upon cleaning and/or replacement of particular parts, the device can be
reassembled for subsequent use either at a reconditioning facility, or by a surgical team
wamediately prior to a surgical procedure. Those skilled in the art will appreciate that
reconditioning of a device can utilize a vaniety of techmuques for disassembly,
cleaning/replacement, and reassembly. Use of such techruques, and the resulting reconditioned

device, are all within the scope of the present application.

[00225] One skilled in the art will appreciate further features and advantages of the invention
based on the above-described embodiments. Accordingly, the mvention is not to be limtted by
what has been particularly shown and described, except as indicated by the appended claims. Al
publications and references cited herein are expressly incorporated herein by reference in thewr

entirety.
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What is claimed:

1. A staple cartridge assembly for use with a surgical stapler, comprising:

a cartridge body having a plurality of staple cavities, each staple cavity having a surgical
staple disposed therein;

a biocompatible adjunct matenal in the form of at least one of a film and a foam that is
releasably retained on the cartridge body and configured to be delivered to stomach tissue of a
patient by deployment of the staples in the cartridge body, the adjunct material having a structure
effective to cause a desired reaction in the stomach tissue; and

an effective amount of at least one medicant disposed within the adjunct material, the at

least one medicant being effective to encourage the desired reaction in the stomach tissue.

2. The assembly of claim 1, wherein the adjunct material 1s configured to be stapled to an
external surface of the stomach tissue, and the desired reaction includes movement of the adjunct

material from the external surface of the stomach tissue into the patient’s stomach cavity.

3. The assembly of claim 1, wherein the desired reaction includes faster healing of the

stapled stomach tissue.

4. The assembly of claim 1, wherein the adjunct material is a film having an abrasive
surface.

5. The assembly of claim 1, wherein the adjunct matenal is non-bicabsorbable.

6. A method of using the staple cartridge assembly of claim 1, the method comprising:

removably attaching the cartridge body to a surgical stapler;
positioning the stapler at a target location adjacent stomach tissue of a patient; and
with the stapler positioned at the target location, actuating the stapler to deploy the

staples from the cartridge body.

7. The method of claim 6, wherein delivering the adjunct material includes stapling the
adjunct material to an external surface of the stomach tissue, the stapled adjunct material being

configured to erode mnto the stomach tissue over time.
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8. The method of claim 7, wherein the erosion includes the adjunct material moving from

the external surface of the stomach tissue into the patient’s stomach cavity.

9. The method of claim &, wherein the adjunct material is loose in the patient’s stomach

cavity with a portion of the stomach tissue attached thereto.

10. The method of claim 6, further comprising, after the deployment of the staples, applying

pressure to the stomach tissue to further encourage the desired reaction in the stomach tissue.

11 An end effector for a surgical mstrament, comprising:

a first jaw having a carinidge body removably attached thereto, the cartridge body having
on a tissue-facing surface thereof a phurality of staple cavities configured to seat staples therein;

a second jaw having an anvil with a plurality of staple forming cavities formed on a
tissue-facing surface thereof, wherein at least one of the first and second jaws 1s movable relative
io the other;

a biocompatible adjunct material in the form of at least one of a film and a foam that is
releasably retained on at least one of the tissue-facing surfaces of the first and second jaws and
configured to be delivered to tissue by deployment of the staples in the cartridge body, the at
least adjunct material having a structure effective to cause a desired reaction in the stomach
tissue; and

an effective amount of at least one medicant disposed within the adjunct material, the at

least one medicant being effective to encourage the desired reaction in the stomach tissue.

12. The end effector of claim 11, wherein the adjunct material 1s configured to be stapled to
an external surface of the stomach tissue, and the desired reaction includes movement of the

adjunct material from the external surface of the stomach tissue into the patient’s stomach cavity.

13. The end effector of claim 11, wherein the desired reaction includes faster healing of the

stapled stomach tissue.

14, The end effector of claim 11, wherein the adjunct material 1s a film having an abrasive
surface.
15. The end effector of claim 11, wherein the adjunct material is non-bioabsorbable.
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16. A method of using the end effector of claim 11, the method comprising:

positioning a surgical stapler at a target location within a patient adjacent stomach tissue,
the stapler having the end effector at a distal end thereof, and

with the stapler positioned at the target location, actuating the stapler to deploy the

staples from the cartridge body, thereby delivering the adjunct material to the stomach tissue.

17. The method of claim 16, wherein delivering the adjunct matenial includes stapling the
adjunct material to an external surface of the stomach tissue, the stapled adjunct material being

configured to erode into the stomach tissue over time.

18. The method of claim 17, wherein the erosion includes the adjunct material moving from

the external surface of the stomach tissue into the patient’s stomach cavity.

19. The method of claim 18, wherein the adjunct material is loose in the patient’s stomach

cavity with a portion of the stomach tissue attached thereto.

20. The method of claim 16, further comprising, after the deployment of the staples, applying

pressure 1o the stomach tissue to further encourage the desired reaction in the stomach tissue.
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