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57 ABSTRACT 
A polyolefin composition having improved adhesion to 
foamable plastic substrates, comprising an intimate mix 
ture of about 20% to about 99.5% by weight of a first 
stabilized polyolefin powder and from about 0.5% to 
about 80% by weight of a second at most slightly stabi 
lized polyolefin powder, said second powder having a 
crystalline melting point which is at least 1 higher than 
that of said first powder and wherein said second pow 
der has the ability to be oxidized under process condi 
tions. 

8 Claims, No Drawings 
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POLYOLEFEN POWDER COMPOSITIONS, IN 
PARTICULAR POLYETHYLENE POWDER 

COMPOSITIONS, WITH IMPROVED ADHESION, 
AND OBJECTS MADE OR TO BEMADE OF SUCH 

COMPOSITIONS 

BACKGROUND AND SUMMARY OF THE 
INVENTION 

The invention relates to compositions of polyolefin 1 
powders, in particular polyethylene powders, having 
improved adhesion to substrates and to objects having 
outer coatings made from such compositions. 

Polyolefin plastics are more or less inert because of 
their structure. Polyolefins, such as polyethylene and 
polypropylene, are now produced on a very large scale. 
Polyethylene is generally more inert than polypropyl 
ene. Therefore polyethylene is difficult or impossible to 
bond to substrates. It hardly adheres or does not adhere 
at all to substrates, such as metal surfaces, foamed plas 
tics or the like. To make polyethylene adhere to such a 
substrate adhesives must be employed, or the surface of 
the polyethylene and/or the substrate must be etched. 
However, using adhesives has achieved only a limited 
degree of adhesion because of the generally poor bond 
ing properties of polyethylene. Moreover, adhesives 
require extra treatment, which increases the cost and 
price. Etching of one or both of the surfaces to be 
bonded together is a laborious process, which also 
lengthens production time and increases the cost price. 
Similar difficulties are encountered where polypropyl 
ene is employed. 

It is already known that shaped objects can be made 
from plastics by heating powders in a mold. The pow 
der melts on the hot wall and forms a layer. The sur 
faces of the objects to be made may be thus formed by 
a single layer or by several layers. Foam structures in 
between layers or against a layer may also be employed 
to improve insulating properties or to limit the com 
bined weight of the shaped objects. The surface layer 
and the foaned or unfoamed layer in contact therewith 
should, of course, adhere to each other. However, par 
ticularly with polyethylene the present levels of adhe 
sion leave much to be desired. The same holds true for 
polypropylene as well. 

This problem has been encountered particularly in 
the manufacture of surfboards, which are mostly made 
by rotational molding to form an outer wall of polyeth 
ylene. In particular, polyethylene having high or me 
dium density, i.e. a density of at least 0.930 g/ml has 
been employed therein. It is also possible to use lower 
density polyethylene. A polyurethene foam fills the 
interior space defined by the surface layers or wall 
formed on the mold surface. 

During use, however, the outer polyethylene outer 
wall may be damaged. Water can then penetrate into 
the foam itself. If there is good adhesion between the 
outer wall and foam then damage is less likely to occur. 
In this latter case water can penetrate into the foam only 
under the damaged spot, whereas if adhesion is poor, 
water can be distributed between the wall and foam and 
can thus be absorbed by all of the foam. Good adhesion 
between the outer polyethylene skin layer and the poly 
urethane cover is highly desirable for surfboard in par 
ticular, but is also important for other objects built up of 
similar components. Consequently, there remains a defi 
nite need for good adhesion. 
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2 
U.S. Pat. No. 3,639,189 proposes to improve the ad 

hesion of polyethylene to metal substrates by blending 
the polyethylene with oxidized polyethylene. The oxi 
dized polyethylene is obtained by heating polyethylene 
in an oxygen atmosphere at temperatures that may 
range from about 90° C. up to the crystalline melting 
point of the polyethylene until the desired degree of 
oxidation has been attained. Next, the unoxidized poly 
ethylene is melt-blended with the oxidized polyethyl 

0 ene, and the mixture is then granulated. The thus ob 
tained granulate is used to form the layers on a metal 
substrate by method mentioned above. However, poly 
ethylene oxidation is a laborious process and increases 
the cost and eventual price of the composition em 
ployed as a starting material to produce coated polyeth 
ylene shaped objects. 
A composition of this kind is also undesired in the 

manufacture of surfboards, for example, because oxi 
dized polyethylene lowers the resistance of the polyeth 
ylene composition to atmospheric influences. Notably 
the resistance thereof to thermal and oxidative attack is 
lowered. In particular, this is highly undesirable for an 
outer wall, such as the polyethylene coating or a surf 
board, which is exposed to outdoor atmospheric influ 
ences. This drawback might be overcome by introduc 
ing more stabilizer additives in the polyethylene compo 
sition employed. However, adding stabilizer also in 
creases the cost and price. 
Moreover, compositions containing oxidized poly 

ethylene when used to manufacture objects in a mold 
by, for instance, rotational molding, have another disad 
vantage. These compositions strongly adhere to the 
mold surface itself which makes it difficult to remove 
the finished article. Even if a non-oxidized polyethylene 
is used, it is still necessary to apply release agents in 
order to facilitate the release of the polyethylene object 
from the mold. When oxidized polyethylene is used 
difficulties are still encountered in removing the object 
from the mold even if release agents are employed. 

It has already been attempted to improve properties 
as well as adhesion by applying a cross-linked polyole 
fin, by preference a cross-linked polyethylene, or by 
cross-linking the polyethylene after it has been formed 
into a surface layer. Improved adhesion proved to be 
possible, but a disadvantage remained. Damage to the 
surface layer remained difficult or impossible to repair. 

It has now been found according to the present inven 
tion that improved adhesion of polyolefins, in particular 
polyethylene, to another plastic substrate, such as poly 
urethane foam, can be achieved without polyethylene 
or another polyolefin strongly adhering to the mold 
wall during the molding process by using a polyolefin 
composition having about 20% to about 99.5% by 
weight of a stabilized polyolefin powder and about 
0.5% to about 80% by weight of an unstabilized or 
hardly stabilized polyolefin powder having a crystalline 
melting point that is at least 1° C. higher than that of the 
stabilized polyolefin. By preference the crystalline melt 
ing point of the unstabilized or hardly stabilized compo 
nent is at least 4 C. higher than that of the stabilized 
component. At the same time adherence of the polyole 
fin to the mold surface during the molding operation is 
substantially reduced. 

DETAILED DESCRIPTION 
The composition provided according to the present 

invention comprises a stabilized and an unstabilized 
component where the unstabilized component is capa 
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ble of forming oxidized groups, such as C-O, during 
processing. These compositions are particularly suitable 
for rotational molding, as will be explained with refer 
ence to this technique. However, the possible applica 
tions of the compositions of the present invention are 
not restricted to rotational molding. Damage to the 
surface layers made from the composition according to 
the invention can be easily repaired by melt-welding. 

So-called rotational molding is a procedure in which 
a quantity of a synthetic thermoplastic is introduced 
into a mold which can rotate and/or at least rock back 
and forth about one or more axes. The mold is mean 
while heated to above the melting point of the plastic, 
and the rotational or rocking motion evenly distributes 
the powder over the mold surface. 

If so desired, by introducing another quantity of the 
same or a different plastic or plastic composition into 
the mold, a number of layers can be formed. The inte 
rior space defined by the plastic wall, as formed in one 
or more layers against the mold wall, can then be filled 
with a suitable foam, such as polyurethane foam. The 
foam should adhere to the adjacent polyolefin layer, but 
the complete object should also be readily released from 
the mold at the end of the molding process. The compo 
sitions provided according to this invention satisfy these 
requirements. 
The polyolefin compositions according to the present 

invention are, by preference, polyethylene composi 
tions. Compositions of polyethylene with unstabilized 
or slightly stabilized polypropylene or polypropylene 
compositions can also be used. Of the other olefin poly 
mers, only the polyisobutylenes have present commer 
cial importance. These elastomers, mostly marketed in a 
modified form, are mainly used in other fields. Further, 
limited amounts of polybutylene and poly-4-methylpen 
tene-1 are sold on the market. However, use of these 
polymers is also encompassed by the invention. 

In addition to homopolymers, many copolymers are 
produced. The extent to which these are suitable for 
rotational molding depends on their composition. It is 
possible, for instance, in the case of polyethylene to 
lower the melting point by copolymerizing ethylene 
with small amounts of one or more other olefins. As the 
components of a composition, therefore, the stabilized 
component is preferably a copolymer of ethylene, 
whereas the non-stabilized component is preferably a 
homopolymer or a copolymer of ethylene with a lower 
comonomer content, so that its crystalline melting point 
is at least about 1 C. and preferably at least about 4 C. 
higher than that of the stabilized component. 
The invention will be further elucidated and de 

scribed with reference to polyethylene, but as appears 
from the foregoing it is not restricted to the use of this 
particular polyolefin. 

Polyethylene is generally marketed in a granular 
form. For applications such as rotational molding, poly 
ethylene has to be used in powder form, however, the 
useful particle size of such powders is below about 2 
mm, preferably below about 1 mm. More particularly, 
such powders have a particle size in the order of about 
0.5 mm, that is 0.3 mm to about 0.6 mm. In most cases 
the powders are prepared by grinding of a granulate. 
Polyethylene is also directly available in the form of a 
powder, if the polymerization is carried out in a so 
called suspension process or a gas-phase process. How 
ever, the morphological and rheological properties of 
the polyethylene powders so obtained are generally 
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4. 
poor. Therefore polyethylenes are usually first granu 
lated and then ground. 
The polyethylene processing, in particular high-den 

sity polyethylene, takes place at temperatures above 
about 140 C. For this reason the granulate is stabilized 
to protect against thermal breakdown. The polyethyl 
ene is also stabilized to protect against oxidative attack 
and from the influence of light, in particular UV radia 
tion. The polyethylene is stabilized in order to make 
objects formed from such a polyethylene resistant to 
atmospheric influences. Stabilization against oxidative 
modification is also necessary to prevent rapid degrada 
tive attack when the polymer comes into contact with 
Oxygen, e.g. oxygen in the air during processing. In 
many cases small amounts of stabilizers for providing 
protection from thermal and oxidative modification are 
added after polymerization to protect the polymer dur 
ing further processing. 
During the granulation at the end of the processing 

operation, further amounts of stabilizers are added. If 
this addition is omitted, a non-stabilized or only slightly 
stabilized polyethylene is obtained, that is a polymer 
containing less than 0.01% by weight, more particularly 
less than 0.005% by weight stabilizing agents. 
Now, if such a stabilized polyethylene is used to make 

shaped objects in a mold, for instance by rotational 
molding, oxidative modifications will occur wherever 
the polyethylene contacts air at elevated temperature. 
In most cases air is present in the mold. When the mold 
is heated this will result in a noticeable oxidative modifi 
cation of the polyethylene, such as oxidation, whether 
or not accompanied by chain break-down, cross-link 
ing, etc. This gives the polyethylene improved adhe 
SO. 

The presence of stabilizers results in the polyethylene 
being left unoxidized or almost unnoticeably oxidized 
under processing conditions. The effect of the invention 
is brought about by the presence of oxidized groups in 
the polyethylene, which groups should be capable of 
forming in the unstabilized component during process 
ing. This can easily be demonstrated by means of infra 
red analysis. It can also be established unequivocally by 
forming each component separately into a layer under 
the normal processing conditions, and then subjecting 
these layers to infra-red analysis. The unstabilized or 
slightly stabilized polyethylene then shows a clearly 
visible band at 1650-1800 cm 1, which is indicative of 
C=O bonds. If it is to keep its good mechanical proper 
ties, the stabilized polyethylene should not, or at most 
hardly at all, exhibit such a band. 

If a polyurethane foam is introduced onto a skin made 
of an unstabilized or little stabilized polyethylene, adhe 
sion is now found to be so strong that attempts to sever 
the polyethylene from the polyurethane foam results in 
rupturing of the foam. The rupture does not occur at the 
boundary between the surface layer and the foam. An 
unstabilized or slightly stabilized polyethylene adheres 
strongly to the polyurethane foam or to other sub 
strates. However, formed from unstabilized or slightly 
stabilized polyethylene, such a layer has insufficient 
resistance to atmospheric influences, so that objects 
made therefrom will weather and deteriorate in an un 
acceptably short time. In addition, such a layer adheres 
to the mold wall. Even if release agents are used, it 
proves difficult to remove the object from the mold. 
The use of the compositions according to the present 

invention results in good adhesion to the substrate, 
while retaining easy releasability from the mold wall. A 
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coating made of the compositions according to the 
present invention is also resistant to weathering. 
Although not intending to be bound thereby, it is 

assumed that if a polyethylene composition according 
to the invention is made into a layer or a wall, for in 
stance by rotational molding, the thin section of that 
layer in direct contact with the mold wall is largely or 
even completely of the stabilized polyethylene. During 
molding little or no oxidation of the stabilized polyeth 
ylene has occurred. When the wall is heated the stabi 
lized component which has a lower crystalline melting 
point than the unstabilized or slightly stabilized compo 
nent will start to melt first and thereby form an initial 
very thin layer of stabilized polyethylene in contact 
with the mold wall. The particles of the unstabilized 
component, which have a higher melting point, may 
stick to the melting stabilized component particles and 
then melt in their turn as the temperature rises further. 
Thus any actual separation between stabilized and un 
stabilized polyethylene may at best be incomplete. 
However, the formation of the very thin external layer 
consisting almost entirely of stabilized polyethylene 
already insures that the desired surface layer character 
istics will be obtained. The unstabilized or hardly stabi 
lized polyethylene will be slightly oxidized. This oxi 
dized polyethylene is in contact with the inner surface 
of the first-formed layer, which has been in contact with 
air at elevated temperature for the longest time. This 
surface will now show good adhesion to the substrates 
to which it is applied. 

Infra-red analysis of a layer made by rotational mold 
ing of a composition according to the present invention 
very clearly showed the presence of C=O groups on 
the inner or interior side of the wall. This was revealed 
by the occurrence of a band at 1650-1800 cm 1, 
whereas the outer side of the wall did not show such a 
band at 1650-1800 cm 1. It may therefore be concluded 
that the inner wall has been oxidized, whereas the outer 
or external wall shows an almost insignificant degree of 
oxidation. Of course, some oxidation of the outer wall 
cannot be completely prevented in every case. In some 
cases this results in the occurrence of a very weak band 
at 1650-1800 cm. Although a small degree of oxida 
tion is permissible, it should be avoided or kept as lim 
ited as possible. 
When a composition according to this invention is 

subjected to rotational molding it is necessary on the 
one hand that such a degree of oxidation occurs as will 
ensure good adhesion to the substrate. On the other 
hand it is necessary that the oxidation is not carried so 
far that release from the mold can give rise to difficul 
ties, and/or that stabilization can present problems. 
These are the points which have to be taken into ac 
count when deciding how much of the unstabilized 
component will be used. Less than about 0.5% by 
weight of the unstabilized component has hardly any 
effect at all, and over about 80% by weight of the unsta 
bilized component is likewise undesirable. By prefer 
ence the compositions according to the invention con 
tain about 10% to about 30% by weight of unstabilized 
polyolefin, in particular about 10% to about 30% by 
weight unstabilized or slightly stabilized polyethylene. 
By preference the stabilized component is a polyethyl 
ene copolymer having a minor quantity of another ole 
fin other than ethylene. 

During the processing of a composition according to 
the present invention, for instance by rotational mold 
ing, migration of stabilizing agents occurs. Insofar as 
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6 
this does not already result in a homogeneous distribu 
tion, such distribution will be reached in the course of 
time as migration continues, albeit slowly, at ambient 
temperature. The layer of polyethylene will then end up 
being uniformly stabilized and resistant to atmospheric 
influences. If this situation is to be reached, it is, of 
course, necessary that the polyethylene composition 
should contain a sufficient quantity of stabilizing agents. 
This has to be taken into account in the preparation of 
the components. 

In general, stabilized polyethylene contains at least 
about 0.01% by weight of stabilizing agents, and in most 
cases totals at least about 0.025% by weight of stabiliz 
ing agents. The amounts of stabilizing agents incorpo 
rated in the polyethylene are determined by the stability 
desired. In most cases more than one stabilizing agent is 
added because stabilization against various effects is 
desired. Also many combinations of stabilizing agents 
bring synergetic effects. 
There are many commercially available stabilizers. 

Any person being skilled in the art can make a proper 
selection thereof, and that is very well known in the art. 
What stabilizer(s) is (are) selected in the present compo 
sitions is immaterial. The advantages of the present 
invention are due to the different amounts of stabilizers 
in the outer layer and in the inner layer of the polyethyl 
ene skin and not to the particular stabilizers used. 

Like most macromolecular substances, polyethylene 
has no sharply defined melting point. By means of Dif 
ferential Scanning Calorimetry (indicated by DSC) a 
temperature-enthalpy curve is obtained. In the so-called 
melting of polyethylene a DSC curve with a distinct 
peak is obtained. The temperature at which the maxi 
mum in the melting range occurs with a heating rate of 
5 C/min can be designated as called the crystalline 
melting point. 
Each component in the compositions according to 

the invention may itself be composed of two or more 
polyolefins. For polyethylene compositions use may be 
made of low-density as well as of high-density material, 
but polyethylene with a density of at least about 0.930 
g/ml is generally preferred. Low-density polyethylene 
has a considerably lower melting point than high-den 
sity polyethylene. The melting range of low-density 
polyethylene usually runs from about 108 C. to about 
112 C., whereas high-density polyethylene (homopoly 
mer) melts about from 131 C. to about 137 C. Copoly 
mers have a lower density value and a lower melting 
point. 
The compositions according to the invention, and 

notably the components of which they are made up, 
may contain the normally used additives, such as color 
ants, fillers and the like. 
The invention will now be further elucidated and 

illustrated in the following non-limiting examples. 
EXAMPLE 1. 

80 parts by weight of a powdery polyethylene having 
a melt index (ASTM D-1238, condition E) of 4.5, a 
density of 0.938 g/ml, and a mean particle size of 450 
um, which had been stabilized with 0.25% by weight 
2-hydroxy-4-n-octyloxy-benzophenone (UV stabilizer) 
and 0.05% by weight octadecyl-3-(3,5-di-tert.butyl-4- 
hydroxyphenyl)propionate (thermal stabilizer an anti 
oxidant) was mixed with 20 parts wt. of a second pow 
dery polyethylene having a melt index of 8, a density of 
0.963 g/ml, and a mean particle size of 450 um, which 
contained only 0.004% by weight of the octadecyl-3- 
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(3,5-di-tert.butyl-4-hydroxyphenyl)-propionate. The 
second component will hereinafter be referred to as the 
unstabilized component. The crystalline melting tem 
perature of the stabilized component (peak temperature 
in DSC, heating rate 5 C./min) was 126 C., while that 
of the unstabilized component 133 C. 
A hollow shape was produced from the thoroughly 

mixed product by rotational molding. The maximum 
mold temperature was about 275 C., the rotation time 
was 15 min. Next, polyurethane was foamed inside the 
hollow shape and allowed to cure. The resulting object 
was readily released from the mold. Thereafter, sections 
having a surface area of 5X 6 cm were cut from the 
resultant object, so that blocks of polyurethane foam 
covered with a polyethylene coating on two sides were 
obtained. These blocks were subjected to a tensile test 
in which an elongation rate of 1 cm/min was applied. 
The strength of the bond between the polyethylene 

and the polyurethane could not be established, since the 
polyurethane from itself ruptured first. However the 
bond was at least 0.260 N/mm2. 

COMPARATIVE EXAMPLE A 

Example I was repeated but using only the stabilized 
component. Determination of the bonding strength 
presented difficulties, since the polyethylene coating 
already began to come loose when the polyurethane 
foam blocks were being clamped in the machine. In the 
tensile test the polyethylene layer separated completely 
from the foam structure before even a measurable value 
could be recorded. The plane of separation was clean, 
with no polyurethane foam adhering to the polyethyl 
ene. 

COMPARATIVE EXAMPLE B 

Example I was repeated using only the unstabilized 
component. In this instance, release of the foam filled 
object from the mold was attended by severe difficul 
ties, but was eventually achieved. The bond strength 
between the polyurethane and foam was at least 0.270 
N/mm2. In the tensile test the polyurethane foam rup 
tured. 

EXAMPLE II 

90 parts by weight of powdery polyethylene having a 
melt index (ASTM D 1238) of 4.5, a density of 0.938 
g/ml, and a mean particle size of 450 pum, stabilized with 
0.25% by weight 2-hydroxy-4-n-octoxy-benzophenone 
(UV stabilizer) and 0.05% by weight octadecyl-3-(3,5- 
di-tert.buty-4-hydroxy-phenyl)propionate (thermal sta 
bilizer and antioxidant), was mixed with 10 parts by 
weight of a powdery polypropylene having a melt 
index (ASTM D-1238, condition L) of 10, a density of 
0.910 g/ml, and a mean particle size of 400 um, which 
had not been stabilized. The crystalline melting point of 
the stabilized component was 126 C. and that of the 
unstabilized component was 165 C. This mixture was 
then used to produce a hollow object in the manner 
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described in Example I, rupturing of the foam occurred 
when the tensile force increased above 0.260 N/mm2. 

I claim: 
1. A polyolefin composition for rotational molding 

having improved adhesion to a substrate and easily 
releasable from mold walls, comprising an intimate 
mixture of about 20 percent to about 99.5 percent by 
weight of a first stabilized polyolefin powder, said first 
polyolefin powder containing at least about 0.025 per 
cent by weight of a stabilizer, with about 0.5 percent to 
about 80 percent by weight of a second at most slightly 
stabilized polyolefin powder, said second powder hav 
ing a crystalline melting point which is at least 1 C. 
higher than said first powder such that during rotational 
molding said composition forms a stabilized outer layer 
and a non-stabilized inner layer. 

2. A polyethylene composition for rotational molding 
having improved adhesion to a substrate and easily 
releasable from mold walls, comprising an intimate 
mixture of about 20 percent to about 99.5 percent by 
weight of a first stabilized polyethylene powder, said 
first powder containing at least about 0.025 percent by 
weight of a stabilizer, with about 0.5 percent to about 80 
percent by weight of a second at most slightly stabilized 
polyethylene powder, said second powder having a 
crystalline melting point which is at least 4 C. higher 
than said first powder such that during rotational mold 
ing said composition forms a stabilized outer layer and 
a non-stabilized inner layer. 

3. A composition according to claims 1 or 2, wherein 
said composition comprises about 70% to about 90% by 
weight of said first stabilized polyolefin powder and 
about 10% to about 30% by weight of said second at 
most slightly stabilized polyolefin powder. 

4. A composition according to claim 1 or 2 wherein 
said second powder contains at most about 0.01% stabi 
lizing agents by weight. 

5. A composition according to claim 1 or 2 wherein 
said second powder contains at most about 0.005% 
stabilizing agents by weight. 

6. A polyethylene composition for rotational molding 
having improved adhesion to a substrate and easily 
releasable from mold walls, comprising an intimate 
mixture of: (a) about 70 percent to about 90 percent by 
weight of a first stabilized polyethylene powder, said 
first powder containing at least about 0.025 percent by 
weight of stabilizers with (b) about 10 percent to about 
30 percent by weight of a second at most slightly stabi 
lized polyethylene powder, said second powder having 
a crystalline melting point which is at least 4 C. higher 
than said first powder and containing at most about 0.01 
percent by weight stabilizers, during rotational molding 
said powders respectively forming a stabilized non-oxi 
dized outer layer and a non-stabilized oxidized inner 
layer. 

7. A composition according to claim 1, 2 or 6 wherein 
said first powder is a homopolymer of ethylene. 

8. A composition according to claim 1, 2 or 6, 
wherein said first powder is a copolymer of ethylene 

described in Example I. Again, release of the object 60 with a minor amount of another olefin. 
from the mold was easily achieved. In a tensile test, as 
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