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(57) ABSTRACT 

The invention provides a process for reducing the amounts 
of carbon monoxide, hydrocarbons and Soot particles in the 
lean exhaust gas from an internal combustion engine using 
a particle filter, wherein the Soot particles have a Soot 
ignition temperature T and the particle filter is regenerated 
from time to time by raising the temperature of the particle 
filter to above the Soot ignition temperature and burning the 
Soot particles, wherein the temperature of the filter is 
increased to the temperature required to initiate Soot ignition 
by burning additional fuel on the catalytic coating when the 
exhaust gas back pressure reaches a predetermined value. 
The process is characterised in that the particle filter is 
provided with a catalytic coating comprising a first group of 
components for reducing the ignition temperature of Soot, 
Said first group of components contains at least one oxygen 
Storage component and at least one platinum group metal 
Selected from the group consisting of platinum, palladium 
and rhodium. In a preferred embodiment of the process the 
catalytic coating further comprises a Second group of com 
ponents for oxidising carbon monoxide and hydrocarbons, 
Said Second group of components comprises at least a 
Support material Selected from the group consisting of 
aluminium oxide, Silicon oxide, titanium oxide, Zirconium 
oxide and Zeolite and at least one platinum group metal 
Selected from the group consisting of platinum, palladium 
and rhodium deposited on Said Support materials. 
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CATALYTIC SOOT FILTER AND USE THEREOF 
INTREATMENT OF LEAN EXHAUST GASES 

0001. The invention provides a process for removing 
carbon monoxide, hydrocarbons and Soot particles from lean 
exhaust gases from an internal combustion engine by using 
a catalytically coated particle filter. 

0002 Particle filters are able to filter out soot particles 
from the lean exhaust gases from an internal combustion 
engine and thus prevent their emergence into the atmo 
Sphere. The use of various filter designs. Such as, for 
example, wall flow filters, filters made from ceramic fibres 
or expanded ceramic or metallic materials as well as filters 
made of wire mesh are used for this purpose. Degrees of 
filtration of well above 95% are produced with these. 

0003) The intrinsic difficulty however, is not filtration of 
the Soot particles, but regeneration of the filter used. Carbon 
soot burns only at temperatures of about 600 C. However, 
these temperatures are generally reached by modern diesel 
engines, for example, only under full load. Therefore, addi 
tional, Supporting measures are required to oxidise the Soot 
particles Separated from the exhaust gases. 

0004 Active and passive measures have to be differen 
tiated: In the case of active measures, the temperature of the 
filter is increased to above the temperature required to 
oxidise the Soot, for example by an electrical heating System. 
These types of measures are always associated with an 
increase in fuel consumption. In the case of passive Systems, 
the ignition temperature for Soot is lowered, for example by 
the use of organometallic fuel additives Such as ferrocene or 
by a catalytic coating on the filter. 

0005 DE 31 41 713 A1 describes a coating which 
contains Silver Vanadate as the active Substance for lowering 
the ignition temperature of Soot. A further development of 
this invention is described in DE 32 32 729 C2. According 
to this, the ignition temperature-lowering coating may con 
tain lithium oxide, Vanadium pentoxide with an alkali metal 
oxide, a Vanadate, a perrhenate or a combination of these 
Substances as the active Substance. 

0006 DE 34 07 172 describes a device for removing 
oxidisable Solid, liquid and gaseous harmful Substances 
from the exhaust gases from diesel engines. For this pur 
pose, the 

0007 DE 34 07 172 describes a device for removing 
oxidisabl Solid, liquid and gaseous harmful Substances from 
the exhaust gases from diesel engines. For this purpose, the 
device contains, in a housing, filter elements arranged 
directly adjacent to each other or at a distance from each 
other, wherein at least one filter element A which contains a 
S catalyst for lowering the ignition temperature of the Soot 
and for promoting its combustion and at least one filter 
element B which contains a catalyst for promoting the 
combustion of gaseous harmful Substances alternate Several 
times. 

0008 Koberstein et al. describe a wall flow filter which 
contains a combined coating with an ignition catalyst on the 
channel walls on the gas inlet face and an oxidation catalyst 
on the gas outlet face, in "Einsatz von AbgaSnachbehand 
lungseinrichtungen” (VDI-Report No. 559; VDI-Verlag 
1985, 275-296). The function of the oxidation catalyst is to 
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oxidise the hydrocarbons being released during filter regen 
eration and thus to render them harmless. 

0009 U.S. Pat. No. 4,510,265 describes a self-cleaning 
diesel particle filter. The filter is provided with a catalyst 
mixture of a metal from the platinum group and Silver 
Vanadate. The presence of the catalyst mixture reduces the 
ignition temperature of the diesel particles. 
0010 U.S. Pat. No. 4,849,399 also describes a catalyst 
composition for lowering the ignition temperature of diesel 
Soot The composition contains Sulfur-resistant inorganic 
oxides from the group titanium oxide, Zirconium oxide, 
Silicon oxide, aluminium Silicate and aluminium oxide and 
also catalytically active components from the group plati 
num, palladium and rhodium deposited on the oxide. 
0011. According to U.S. Pat. No. 5,100,632, the ignition 
temperature of diesel Soot can also be reduced with a catalyst 
composition which contains a platinum group metal and an 
alkaline earth metal. A catalyst composition consisting of 
magnesium oxide and platinum and/or rhodium is Suggested 
in particular. 
0012 U.S. Pat. No. 5,758,496 describes a particle and 
exhaust gas treatment System which contains a particle filter, 
the porous wall of which is coated directly with a catalyti 
cally active metal for oxidising carbon monoxide and 
unburnt hydrocarbons. To reduce the ignition temperature of 
the diesel Soot deposited on the filter, an additive is added to 
the fuel. This additive consists of an organometallic com 
pound in a liquid carrier medium. The organometallic com 
pounds are in particular copper, nickel or cerium octoate. 
0013 U.S. Pat. No. 5,792,436 describes a process for 
removing nitrogen oxides and Sulfur oxides from lean 
exhaust gases from internal combustion engines. Here, the 
exhaust gases are passed over a catalysed trap which con 
tains a combination of a nitrogen oxide and Sulfur oxide 
absorbing material and an oxidation catalyst The absorbing 
material can be regenerated by raising the temperature of the 
trap. For this purpose, combustible components, which are 
burnt on the Oxidation catalyst and which increase the 
temperature of the trap to the desorption temperature for 
nitrogen oxides and Sulfur oxides, are added to the exhaust 
gas Stream during the regeneration phase. Suitable absorber 
materials are oxides, carbonates, hydroxides or mixed 
oxides of magnesium, calcium, Strontium, barium and lan 
thanum and also oxides of cerium, praseodymium and 
oxides of elements with the atomic numbers 22 to 29. The 
oxidation catalyst consists of at least one platinum group 
metal. The absorbing material and oxidation catalyst are 
applied in the form of a coating on, for example, a honey 
comb structure with channels which are parallel and can be 
freely flowed through or on Spherical or tablet-shaped Sup 
port Structures which are arranged in a bed. 
0014 U.S. Pat. No. 6,023,928 describes a process for the 
Simultaneous reduction in the amounts of Soot particles, 
unburnt hydrocarbons and carbon monoxide present in the 
exhaust gas from a diesel engine. The proceSS uses a particle 
filter catalysed with platinum in combination with a cerium 
containing fuel additive in order to lower the ignition 
temperature of the Soot. 
0015 Lowering the soot ignition temperature by the use 
of a Soot ignition coating or a fuel additive does not 
generally also guarantee regeneration of the filter under low 



US 2004/0065078A1 

loads So currently a combination of active and passive 
measures are frequently used. 

0016. The combination of an oxidation catalyst in asso 
ciation with a particle filter has proven especially Suitable. 
The oxidation catalyst is arranged upstream of the particle 
filter in the exhaust gas unit AS a result of post-injection or 
Some other Step taken in the engine, unburnt fuel and carbon 
monoxide gain access to the Oxidation catalyst and are 
catalytically converted there to carbon dioxide and water. 
With the aid of the heat of reaction which becomes available, 
the exhaust gas and thus also the downstream particle filter, 
are heated. Such a System is described, for example, in GB 
2 134 407 A. In association with a catalytic coating on the 
filter for lowering the ignition temperature of the Soot or fuel 
additives, the amount of fuel post-injected is reduced and the 
filter can be regenerated at any operational Stage of the 
engine. 

0017 EP 0 341 832 B1 follows a different route. It 
describes a proceSS for treating the exhaust gas from heavy 
goods vehicles. The exhaust gas is first passed over an 
oxidation catalyst without filtration in order to oxidise the 
nitrogen monoxide present therein to nitrogen dioxide. The 
nitrogen dioxide-containing exhaust gas is then used to burn 
the particles deposited on a downstream filter, wherein the 
amount of nitrogen dioxide is Sufficient to perform combus 
tion of the particles deposited on the filter at a temperature 
of less than 400 C. Here, continuous regeneration of the 
particle filter should be possible without periodic post 
injection of fuel being required in order to increase the 
exhaust gas temperature. 

0018 EP 0835 684 A2 describes a process for treating 
exhaust gases from light goods vehicles and private cars. 
According to this process, the exhaust gas is passed over two 
catalysts arranged in Sequence, the first of which oxidises the 
nitrogen monoxide present in the exhaust gas to nitrogen 
dioxide which then oxidises Soot particles, which have been 
deposited on the Second catalyst, to CO. 

0019. The processes described in the last two patents 
preSuppose the presence of a high proportion of nitrogen 
oxides in the untreated exhaust gas from diesel engines. 
However, this is generally not the case to a Sufficient extent. 

0020. In a press release dated 15th Apr. 1999, PSA 
Peugeot Citroin proposed a particle filter System for diesel 
engines with periodic regeneration of the particle filter by 
burning off the soot particles deposited on the filter. The Soot 
particles deposited on the filter burn only at a temperature of 
550 C. in the presence of oxygen. In order also to ensure 
regeneration of the particle filter during operational phases 
of the diesel engine with exhaust gas temperatures of only 
150° C. (for example when driving in an urban environ 
ment), Several measures are taken. On the one hand, the 
exhaust gas temperature is increased to 450° C. by active 
measures. On the other hand, a cerium-containing additive is 
added to the fuel, which lowers the natural combustion point 
of Soot particles to 450° C. To increase the exhaust gas 
temperature to 450° C., fuel is injected into the cylinders 
during the expansion phase. This proceSS is called post 
injection in the following. As a result of the post-combustion 
asSociated with this, the exhaust gas temperature is 
increased by 200 to 250 C. In addition, further post 
combustion of the unburnt hydrocarbons which result from 
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post-injection takes place on an oxidation catalyst arranged 
upstream of the filter. That increases the exhaust gas tem 
perature by a further 100° C. 
0021. The amount of fuel used for post-injection has to be 
controlled very precisely. If the amount of post-injected fuel 
is too large then the oxidation catalyst might be damaged 
due to thermal StreSS. Such damage may already occur at the 
envisaged exhaust gas temperatures between 450 and 550 
C. Since burning of the additional fuel at the catalytically 
active centres locally leads to much higher temperatures 
which may by far Surpass the normal exhaust gas tempera 
tures. Due to these high local temperatures neighboured 
noble metal crystallites which represent the catalytically 
active centres will Sinter together to larger crystallites with 
a lower catalytically active Surface area i.e. the noble metal 
dispersion becomes lower. As a consequence the light off 
temperature of the oxidation catalyst increases. The light off 
temperature is the temperature of the exhaust gas at which 
50% of the pollutant in question is converted to harmless 
Substances. The increase of the light off temperatures is 
especially detrimental for modern common rail diesel 
engines or direct injection diesel engines which due to their 
high efficiency have low exhaust gas temperatures. 
0022 Ageing of the oxidation catalyst due to improper 
post-injection may lead to a failure to comply with legal 
exhaust gas regulations with regard to the emission of 
carbon monoxide and hydrocarbons. Therefore, post-injec 
tion must be controlled very precisely. 
0023 The disadvantage of known processes and exhaust 
gas Systems which add an additive to the fuel in order to 
lower the Soot ignition temperature is the fact that the 
additive, after regeneration of the particle filter, accumulates 
in the form of an ash, for example cerium ash, in the filter. 
Added to this is an ash (oil ash) from combustion of the 
lubricating oil which is discharged with the exhaust gas. 
Cerium ash and oil ash form a powdery, flake-like compo 
Sition which remains as a residue in the filter after combus 
tion of the Soot After a certain time of operation of the 
internal combustion engine, depending on the size of the 
engine, Several hundred grams of the ash accumulate in the 
filter and increase the exhaust gas back pressure. Therefore, 
this ash is usually removed from the filter by washing with 
water after a relatively long period of operation. 
0024. Against the background of this prior art the object 
of the present invention is to provide a process which allows 
to reduce the amounts of carbon monoxide, hydrocarbons 
and Soot particles in lean exhaust gases from internal com 
bustion engines with a single catalysed particle filter. The 
process should also have a reduced energy consumption for 
regeneration of the particle filter and lengthen the interval 
between two Washings of the filter for removing accumu 
lated ashes. In addition, thermal damage due to post-injec 
tion should be minimised. A further object of the invention 
is a particle filter for use in the proceSS according to the 
invention. 

0025. This object is achieved by a process for reducing 
the amounts of carbon monoxide, hydrocarbons and Soot 
particles in the lean exhaust gas from an internal combustion 
engine using a particle filter, wherein the Soot particles have 
a Soot ignition temperature Tz and the particle filter is 
regenerated from time to time by raising the temperature of 
the particle filter to above the Soot ignition temperature and 
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burning the Soot particles, wherein the temperature of the 
filter is increased to the temperature required to initiate Soot 
ignition by burning additional fuel on the catalytic coating 
when the exhaust gas back preSSure reaches a predetermined 
value. The process is characterised in that the particle filter 
is provided with a catalytic coating comprising a first group 
of components for reducing the ignition temperature of Soot, 
Said first group of components contains at least one oxygen 
Storage component and at least one platinum group metal 
Selected from the group consisting of platinum, palladium 
and rhodium. 

0.026 Further embodiments of the process are given in 
claims 2 to 14. The catalysed particle filter for use in the 
proceSS is specified in claims 15 to 25. 

0027. In the context of this invention, a particle filter is 
understood to be a fine-pored, open-pored Structure which is 
able to mechanically filter out from the exhaust gas Stream 
80, preferably more than 90% of the soot particles with a 
particle size in the range between 0.1 and 10 um in the 
exhaust gas from a diesel engine. So-called deep-bed filters 
made of ceramic fibres or wire mesh are Suitable for the 
process. Foamed ceramic or metallic materials may also be 
used, provided the required degree of filtration can be 
achieved. So-called wall flow filters are preferably used, 
with which degrees of filtration of greater than 95% can be 
obtained. Wall flow filters are constructed in the same way 
as the normal honeycomb structures used for car exhaust 
catalysts. The filter units have a generally cylindrical form 
and they contain flow channels for the exhaust gas which 
pass from an inlet end face to the outlet end face. Differently 
from normal exhaust gas catalysts, the channels of wall flow 
filters are alternately blocked at the end faces so that the 
exhaust gas is forced to flow through the porous channel 
walls on its route from the inlet end face to the outlet end 
face. The Soot particles are filtered out of the exhaust gas 
stream in this way. Thus, wall flow filters have two sets of 
flow channels-inflow channels which are open at the inlet 
end face and blocked at the outlet end face and outflow 
channels which are blocked at the inlet end face and open at 
the outlet end face. 

0028. The process uses active and passive measures in 
order to reduce the particle content and the concentration of 
hydrocarbons and carbon monoxide in the exhaust gas from 
a diesel engine. The proceSS is divided into a filtration phase 
and a regeneration phase, which are repeated in a cyclic 
manner. During the filtration phase, the Soot particles are 
filtered out of the exhaust gas Stream and deposited on the 
filter. At the same time most of the carbon monoxide and 
hydrocarbons are converted to carbon dioxide and water by 
the oxidative component in the catalytic coating. Due to the 
low concentration in the exhaust gas of these oxidisable 
exhaust gas components, the heat being released during 
reaction is not Sufficient to heat the filter to the regeneration 
temperature. The exhaust gas back pressure in the filter 
increases with increasing deposition of Soot and impairs the 
performance of the internal combustion engine. Therefore 
regeneration of the filter has to be initiated when a prede 
termined exhaust gas back pressure has been reached. For 
this, the hydrocarbon content in the exhaust gas is increased 
by supplying additional fuel. The additional fuel burns on 
the oxidative component in the catalytic coating and raises 
the temperature of the filter to the extent that the ignition 
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temperature Tz for Soot is exceeded and the Soot burns away. 
Then the Supply of additional fuel is stopped and the 
filtration phase Starts afresh. 
0029. Due to the first group of components in the cata 
lytic coating in the particle filter which lowers the ignition 
temperature of the Soot, less additional fuel is consumed for 
regeneration of the filter than without the presence of this 
component. Another advantage is direct combustion of the 
additional fuel on the filter. This saves the further fuel which 
would be required in the case of a separate oxidation catalyst 
installed upstream of the filter in order to heat the oxidation 
catalyst itself and the possibly long exhaust gas path 
between the oxidation catalyst and the particle filter to the 
regeneration temperature for the filter. 

0030. Another advantage of the invention as compared 
with the processes for reducing the Soot ignition temperature 
by using fuel additives known from the prior art is the fact 
that no ashes from the additives can accumulate in the filter. 
Only the deposition of oil ash takes place, as also takes place 
in the other processes. The maintenance interval for remov 
ing Such ashes from the filter by appropriate rinsing or 
Washing procedures can therefore be Substantially longer 
than in processes using fuel additives. AS demonstrated in 
appropriate trials, the catalytic coating on the filter is resis 
tant to Such washing procedures. 

0031) To reduce the ignition temperature of Soot, the first 
group of components of the catalytically active coating on 
the filter contains at least one oxygen Storage component 
and, to oxidise carbon monoxide and hydrocarbons, the first 
group of components contains at least one of the platinum 
group metals Selected from the group consisting of platinum, 
palladium and rhodium. The light off temperature of this first 
group of components for the oxidation of carbon monoxide 
and hydrocarbons typically lies above 150 to 200 C. 
0032 Preferably, the oxygen storage component contains 
at least one material Selected from the group consisting of 
cerium oxide, cerium/Zirconium mixed oxide, manganese 
oxide, iron oxide, copper oxide, Zinc oxide lanthanum oxide 
bismuth oxide, niobium oxide and tantalum oxide or mix 
tures thereof Acerium oxide stabilised with zirconium oxide 
which contains 10 to 30 wt.% of zirconium oxide, with 
respect to the total weight of Stabilised material, is prefer 
ably used. 
0033. Thermally stabilised oxygen storage materials in 
accordance with DE 19714 707 A1 are particularly suitable 
for the invention. These are oxygen Storage materials with 
high thermal stability based on cerium oxide and which 
contain at least one Stabiliser from the group consisting of 
praseodymium oxide, lanthanum oxide, yttrium oxide and 
neodymium oxide, wherein the stabiliser(s) and optionally 
cerium oxide are present in a highly disperse form on the 
Specific Surface area of a high Surface area Support material 
from the group consisting of aluminium oxide, Zirconium 
oxide, titanium oxide, Silicon dioxide, cerium oxide and 
mixed oxides thereof in particular on the cerium/Zirconium 
mixed oxide mentioned above. 

0034. It has been shown that multi-component coatings 
on the particle filter have a Synergistic effect on lowering the 
Soot ignition temperature. Whereas a coating of cerium 
oxide lowers the soot ignition temperature by only about 30 
to 40 C. and hardly any reduction in the ignition tempera 
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ture can be detected in the case of a coating of pure 
manganese oxide, a mixture of cerium oxide and manganese 
oxide lowers the ignition temperature by about 60 to 70° C. 
A mixture with the ratio by weight of 1:1 is preferably used. 
However, mixtures with the ratios by weight of cerium oxide 
to manganese oxide of 1:5 to 5:1 may also be used. Further 
lowering of the ignition temperature is obtained by the 
admixture of a compound of an alkaline earth metal Selected 
from the group consisting of magnesium, calcium, barium, 
Strontium or mixtures thereof, in particular calcium oxide. 
Due to the use of a coating consisting of cerium oxide, 
manganese oxide and calcium oxide in the ratio by weight 
of 4:4:1, the ignition temperature of Soot particles can be 
lowered by, for example 110° C. 
0035) In addition to the first group of components the 
catalytic coating may contain a Second group of components 
for oxidising carbon monoxide and hydrocarbons with high 
efficiency. The light off temperature of this Second group of 
materials for oxidising carbon monoxide and hydrocarbons 
typically lies below 150 C. and is thus considerably lower 
than the corresponding light off temperature of the first 
group of components. For that aim the Second group of 
components comprises at least a Support material Selected 
from the group consisting of aluminium oxide, Silicon oxide, 
titanium oxide, Zirconium oxide and Zeolite and at least one 
platinum group metal Selected from the group consisting of 
platinum, palladium and rhodium deposited on Said Support 
materials. Most preferably active aluminium oxide or active 
aluminium oxide stabilised with 0.5 to 10 wt.-% of silicon 
oxide are used as Support materials. For storing hydrocar 
bons during operating phases of the diesel engine with low 
exhaust gas temperatures Zeolites catalysed with platinum, 
palladium and/or rhodium may be added to the Second group 
of components. 
0.036 Various types of filter are suitable for the process 
Such as, for example, wall flow filters, filters made of 
ceramic fibres or foamed ceramic or metallic materials and 
also filters made of wire mesh. Suitable materials for Such 
filters are Silicon carbide, Silicon nitride, cordierite or 
Sodium zirconium phosphate. Preferably wall flow filters are 
used having inflow and outflow flow channels for the 
exhaust gases Separated from each other by porous channel 
walls. 

0037. In a special embodiment of the process the particle 
filter is coated with both groups of components i.e. the first 
group of components reducing the ignition temperature of 
Soot and the Second group of components for oxidising 
carbon monoxide and hydrocarbons at relatively low tem 
peratures are coated onto the channel walls of the inflow 
channels of a wall flow filter as a single layer. The tech 
niques for applying Such a catalytic coating to a carrier body 
Such as a particle filter are abundantly described in the 
literature and are well known to the expert 
0.038. In a preferred embodiment of the process the 
catalytic coating comprises two layers one upon the other 
wherein the first layer is coated directly on the channel walls 
of the inflow channels of a wall flow filter and the first layer 
comprises the Second group of components and the Second 
layer lies on Said first layer and comprises the first group of 
components. 

0039. In a further preferred embodiment of the process 
the catalytic coating comprises again two layers wherein the 

Apr. 8, 2004 

first layer is coated on or into the channel walls of the inflow 
channels of a wall flow filter and the first layer comprises the 
first group of components and the Second layer is coated on 
the channel walls of the outflow channels and comprises the 
Second group of components. In this case the first group of 
components may be Supplied as Soluble precursor com 
pounds which are dissolved in water and then impregnated 
into the channel walls. In that case the channel walls or at 
least part of the channel walls form the first layer. 
0040. In any case it is preferred that the exhaust gas first 
impinges onto the layer comprising the Soot ignition com 
ponents and only afterwards contacts the layer comprising 
the oxidising components. This ensures that the Soot is 
deposited onto the Soot ignition components So that the 
ignition temperature of the Soot is lowered effectively. 
During regeneration this layer is able to burn most of the 
carbon monoxide and hydrocarbons generated by post 
injection due to the elevated exhaust gas temperatures 
during this operational phase. Thus, during regeneration 
only minor amounts of unburnt exhaust gas components 
come into contact with the layer comprising the oxidising 
components and thereby the risk of thermal damages to 
these components is reduced. 
0041. During normal operation, the exhaust gas tempera 
tures are lower So that the residual amounts of carbon 
monoxide and hydrocarbons contained in the exhaust gas 
cannot be burned by the first group of components because 
they have a relatively high light off temperature for these 
oxidising reactions. Carbon monoxide and hydrocarbons 
therefore pass this layer nearly unaffected and come into 
contact with the Second group of components which have a 
higher oxidising activity and are therefore able to burn these 
residual amounts of carbon monoxide and hydrocarbons. 
0042. The concentration of the first group of components 
preferably lies between 20 and 150 g/l of the particle filter 
and the concentration of the Second group of components 
preferably lies between 40 and 150 g/l of the particle filter. 
The concentration of platinum group metals of the first and 
Second group of components lies within the range between 
0.5 to 10 g/l of filter structure. 
0043. In order to initiate regeneration of the particle filter, 
the additional fuel may be added to the exhaust gas Stream 
upsteam of the particle filter. Preferably, however, the addi 
tional fuel required to heat the particle filter is injected into 
the cylinders of the internal combustion engine during the 
expansion phase. Due to the post-combustion taking place in 
the cylinders, the exhaust gas temperature is then increased 
by about 150 to 200 C. The entire amount of post-injected 
fuel is not burnt during post-combustion, So a certain pro 
portion of unburnt hydrocarbons gets into the exhaust gas 
and is burnt directly on the filter due to the oxidative 
components in the catalytic coating. 

0044) The catalytically coated filter is able to convert a 
large proportion of the hydrocarbons and carbon monoxide 
emitted by the internal combustion engine into carbon 
dioxide and water So that for most operational phases of the 
internal combustion engine, no other catalyst is needed for 
treating the exhaust gas. To further improve the reaction 
rates for carbon monoxide and for hydrocarbons, in a 
particularly advantageous version of the process, an oxida 
tion catalyst may be installed upstream of the particle filter, 
in a position close to the engine, this being of Such a Size that 



US 2004/0065078A1 

it converts only a Small proportion of the fuel during 
post-injection of fuel to regenerate the filter, So that most of 
the additional fuel reaches the filter and can be converted 
there. Important factors in the design of this oxidation 
catalyst are the Volume and the concentration of catalytically 
active components. These two factors can be optimised in a 
Simple manner by a perSon Skilled in the art, in accordance 
with the striven for objective. 
004.5 The process according to the invention is prefer 
ably used for the treatment of exhaust gases from vehicles 
with a diesel engine. In order to perform the proceSS 
according to the invention the drive unit in Such a vehicle 
contains a diesel engine and an exhaust gas treatment unit 
with a particle filter, wherein, to regenerate the particle filter, 
the exhaust gas temperature of the engine can be increased 
by post-injection of fuel into the cylinders of the diesel 
engine during the expansion phase. The particle filter in this 
drive unit is provided with the catalytic coating described 
above which contains both a component to lower the igni 
tion temperature Tz of Soot and also a component to oxidise 
carbon monoxide and hydrocarbons. A particularly advan 
tageous embodiment of this drive unit contains an oxidation 
catalyst in a position near to the engine, and upstream of the 
particle filter, which is of Such a size that only a Small 
proportion of the fuel is converted during post-injection of 
fuel. This oxidation catalyst is preferably inserted in the 
exhaust line of the diesel engine upstream or slightly down 
Stream of the turbocharger. It reaches its operating tempera 
ture very rapidly due to its position close to the engine and 
thus can reduce the amount of Some of the CO and HC 
emissions during a cold Start. Due to its Small Volume, 
however, it can no longer convert hydrocarbons which are 
additionally added by post-injection during regeneration of 
the particle filter and which are not filly burnt, so that most 
of the post-injected fuel reaches the particle filter and is 
burnt there on contact with the oxidising function in the 
catalytic coating. 

0046) To prepare the catalytic coating for the filter, the 
oxygen Storage materials described are processed to give a 
preferably aqueous Suspension. The filters are then coated 
with this Suspension on the face intended to be the inlet face 
for the exhaust gas by using known methods. The Suspen 
Sion is then dried and calcined. The platinum group metal(s) 
may be deposited on the oxygen Storage materials prior to 
making up the coating Suspension or may be added to the 
aqueous coating Suspension in the form of Soluble precursor 
compounds. Alternatively, the platinum group metals may 
be introduced into the coating only after producing the 
coating, by Subsequent impregnation with a Solution of the 
precursor compounds. Following the impregnation proce 
dure, the filter Structure has to be dried and calcined again. 
0047 The following examples and figures are used for 
further explanation of the invention. 

0.048 FIG. 1 shows a cross-section through a wall flow 
filter (1). The exhaust gas enters at the inlet end face (2) of 
the filter and emerges again at the outlet end face (3). 
Parallel flow channels (6) and (7) for the exhaust gas pass 
though the filter from the inlet end face to the outlet end face, 
these being bounded by porous channel walls (4). Alternate 
channels are sealed with stoppers (5). Channels (7) are 
Sealed at the inlet end face and channels (6) are sealed at the 
outlet end face. The exhaust gas enters channels (6) and is 
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forced to pass through the porous channel walls into the 
neighbouring channels (7). The filter is coated on the inlet 
face with the catalytic coating, that is to say the coating (8) 
is located on the channel walls of channels (6). The channel 
walls of channels (7) do not have any coating. 
0049. In the following examples, the filter inlet tempera 
ture is measured. For this purpose, a thermocouple (9) is 
inserted into a flow channel (7) from the gas outlet end of the 
filter, from the end right up to Sealing Stopper (5). 

EXAMPLE 1. 

0050. The reduction in soot ignition temperature by vari 
ous catalytic coatings was tested. For the tests, cylindrical 
wall flow filters in accordance with FIG. 1 were used. These 

were made of Silicon carbide and had a cell density (number 
of flow channels per cross-sectional area of the filter) of 31 
cm', a length of 15.2 cm and a diameter of 14.4 cm (volume 
about 2.5 l). 
0051. The coatings contained platinum as the oxidation 
active component. The coating concentration each time was 
50 g/l of filter Structure and the platinum concentration each 
time was 53 g/l. Coatings of Stabilised cerium oxide, cal 
cium oxide, manganese oxide and of the oxide mixtures 
cerium oxide/manganese oxide (1:1) and cerium oxide/ 
manganese oxide/calcium oxide (4:4:1) were tested. The 
oxidic materials were first coated with the amount of plati 
num required by impregnation with hexachloroplatinic acid, 
dried and calcined in air at 500 C. To coat the filter 
Structure, the catalysed oxide powders were Suspended in an 
amount of water which corresponded to the previously 
determined water absorption capacity of the filter Structure. 
These Suspensions were carefully milled and then poured 
over the inlet end faces of the filter structure. The filter 
Structures were then dried and calcined. 

0052 The filter inlet temperature at the start of the Soot 
burning process was determined for filters prepared in this 
way, instead of the Soot ignition temperature. For this 
purpose, a thermocouple (9, FIG. 1) was pushed up to the 
Sealing Stopper from the end, in a flow channel Sealed at the 
entrance Side. In addition, the exhaust gas back pressure of 
the filter was monitored. 

0053 Each filter was first loaded with about 8 g of Soot 
in a 2.21 diesel engine (with direct injection) under defined 
operating conditions. Then regeneration of the filter was 
initiated by enriching the exhaust gas Stream with hydro 
carbons. Due to combustion of these hydrocarbons on the 
catalytic coating in the filter, the temperature of the filter 
increased. At the same time, the exhaust gas back preSSure 
also increased due to the rising temperature. When a certain 
filter inlet temperature was reached the burning of Soot was 
initiated, this being recognised by the exhaust gas back 
preSSure passing through a maximum and then falling back 
to the value prior to coating the filter with soot. The filter 
inlet temperature at the time of passing through the maxi 
mum for the exhaust gas back preSSure was recorded each 
time and is listed in table 1 below for various filter coatings. 



US 2004/0065078A1 

TABLE 1. 

Filter inlet temperature when the soot starts to burn 

Coating Filter inlet temperature 
50 g/l C. 

Without coating 585 
Pt?CeO, 550 
Pt/MnO, 58O 
Pt?CaO 545 
Pt/MnO/CeO 1:1 52O 
Pt/MnO/CeOfCaO 4:4:1 470 

EXAMPLE 2 

0054. In addition, the conversion of carbon monoxide 
CO, hydrocarbons HC and nitrogen oxides NOx and also the 
degree of filtration of particles PM were determined for the 
2.2 1 diesel engine equipped with the filter coated with 
Pt/CeO, in a NEDC (New European Driving Cycle) test. The 
maximum exhaust gas temperature reached during the 
NEDC test was 450° C. During the test no regeneration of 
the filter was necessary. 

0.055 The measurement results are given in table 2. The 
Second line in table 2 gives the raw emissions from the 
engine. Line 3 gives the emissions after the particle filter and 
line 4 contains the degree of conversion calculated for these 
harmful Substances. 

TABLE 2 

CO HC NOx PM 
g/km g/km g/km g/km 

Crude emission 2.033 O.291 O.493 O.118 
With particle filter O.3 O.O72 O.463 O.OOS 
Conversion of harmful 85 75 6 96 
substance % 

0056. Using the catalyst particle filter according to the 
invention it is possible to reduce the amounts of both carbon 
monoxide, hydrocarbon and also Soot particles to a consid 
erable extent. 

EXAMPLE 3 

0057 The filter from example 2 containing the Pt/CeO 
coating was fitted to another 2.21 diesel engine with direct 
injection. This engine exhibited a considerably cooler 
exhaust gas. The maximum temperature reached during the 
NEDC test was only 370° C. The results of the conversion 
and filtration measurements are listed in table 3. The second 
row in table 3 shows the raw emission of the engine. Line 
3 gives the emissions after the particle filter and line 4 
contains the degree of conversion calculated for these harm 
ful Substances. 

TABLE 3 

CO HC NOx PM 
g/km g/km g/km g/km 

Crude emission 1.440 O-160 O.362 O.O51 
With particle filter O.674 O.O72 O.413 O.OO3 
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TABLE 3-continued 

CO HC NOx PM 
g/km g/km g/km g/km 

Conversion of harmful 53 55 94 
substance % 

0058. These measurements demonstrate that the first 
group of components for reducing the ignition temperature 
of Soot is not very effective for OXdising carbon monoxide 
and hydrocarbons at the lower exhaust gas temperatures of 
this engine. 

EXAMPLE 4 

0059) The outflow channels of a filter similar to that of 
example 3 were further coated with a layer comprising the 
Second group of components for effectively oxidising carbon 
monoxide and hydrocarbons. This layer contained active 
aluminium oxide Stabilised with Silicon oxide, Zeolite and 
platinum and was prepared according to example 1 in DE 
19753 738 A1. The concentration of this layer was 90 g/l. 
The total platinum group metal concentration of the catalytic 
coating was adjusted in Such a way that the concentration 
was identical to the concentration in the preceding examples 
(5.3 g/l). 
0060. The same engine as in example 3 was used to 
determine the conversion of carbon monoxide, hydrocar 
bons, nitrogen oxides and particulates. The results are given 
in table 4. 

TABLE 4 

CO HC NOx PM 
g/km g/km g/km g/km 

Crude emission 1.440 O-160 O.362 O.O51 
With particle filter O.123 O.O21 O.398 O.OOS 
Conversion of harmful 91 87 90 
substance % 

0061 Table 4 shows that the filter being catalysed with 
both groups of components is able to reduce carbon mon 
oxide, hydrocarbons and particulates with high efficiency in 
the exhaust gas of the diesel engine with a maximum exhaust 
gas temperature during operation of 370 C. only. 

1. A process for reducing the amounts of carbon monox 
ide, hydrocarbons and Soot particles in the lean exhaust gas 
from an internal combustion engine using a particle filter, 
wherein the Soot particles have a Soot ignition temperature 
TZ and the particle filter is regenerated from time to time by 
raising the temperature of the particle filter to above the Soot 
ignition temperature and burning the Soot particles, wherein 
the temperature of the filter is increased to the temperature 
required to initiate Soot ignition by burning additional fuel 
on the catalytic coating when the exhaust gas back preSSure 
reaches a predetermined value, 

characterised in that 

the particle filter is provided with a catalytic coating 
comprising a first group of components for reducing 
the ignition temperature of Soot, Said first group of 
components contains at least one oxygen Storage 
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component and at least one platinum group metal 
Selected from the group consisting of platinum, 
palladium and rhodium. 

2. A process according to claim 1, 

characterised in that 

the at least one oxygen Storage component is Selected 
from the group consisting of cerium oxide, cerium/ 
Zirconium mixed oxide, manganese oxide, iron 
oxide, copper oxide, Zinc oxide, lanthanum oxide, 
bismuth oxide, niobium oxide and tantalum oxide. 

3. A process according to claim 2, 
characterised in that 

the first group of components further comprises a 
compound of an alkaline earth metal Selected from 
the group consisting of magnesium, calcium, barium, 
Strontium or mixtures thereof 

4. A process according to claim 3, 

characterised in that, 

the first group of components comprises platinum, 
cerium oxide, manganese oxide and calcium oxide. 

5. A process according to claim 4, 

characterised in that, 

the catalytic coating further comprises a Second group 
of components for oxidising carbon monoxide and 
hydrocarbons, Said Second group of components 
comprises at least a Support material Selected from 
the group consisting of aluminium oxide, Silicon 
oxide, titanium oxide, Zirconium oxide and Zeolite 
and at least one platinum group metal Selected from 
the group consisting of platinum, palladium and 
rhodium deposited on Said Support materials. 

6. A process according to claim 5, 

characterised in that, 

the particle filter comprises a wall flow filter (1) having 
inflow (2) and outflow (3) flow channels for the 
exhaust gases Separated from each other by porous 
channel walls (5). 

7. A process according to claim 6, 

characterised in that, 

the catalytic coating comprises two layers one upon the 
other wherein the first layer is coated directly on or 
into the channel walls of the inflow channels of the 
particle filter and comprises the Second group of 
components and the Second layer lies on Said first 
layer and comprises the first group of components. 

8. A process according to claim 7, 

characterised in that, 

the catalytic coating comprises two layers wherein the 
first layer is coated on or into the channel walls of the 
inflow channels and comprises the first group of 
components and the Second layer is coated on the 
channel walls of the outflow channels and comprises 
the Second group of components. 
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9. A process according to claim 5, 
characterised in that, 

the concentration of the first group of components lies 
between 20 and 150 g/l of the particle filter and the 
concentration of the Second group of components 
lies between 40 and 150 g/l of the particle filter. 

10. A process according to claim 9, 
characterised in that, 

the concentration of the platinum group metals of the 
first and Second group of components lies within the 
range between 0.5 and 10 g/l of particle filter. 

11. A process according to claim 1, 
characterised in that, 

the material of the particle filter is selected from the 
group consisting of Silicon carbide, Silicon nitride, 
cordierite or Sodium Zirconium phosphate. 

12. A process according to claim 1, 
characterised in that 

the additional fuel required to heat the particle filter is 
added to the exhaust gas Stream upstream of the 
particle filter. 

13. A process according to claim 1, 
characterised in that 

the additional fuel required to heat the particle filter is 
injected into the cylinders of the internal combustion 
engine during the expansion phase. 

14. A process according to claim 13, 
characterised in that 

an oxidation catalyst is located upstream of the particle 
filter, in a position close to the engine, this being of 
Such a size that it converts only a Small proportion of 
the additional fuel injected. 

15. A particle filter for use in the proceSS according to one 
of the preceding claims Selected from the group consisting 
of a wall flow filter, a wire mesh filter and an open pore 
ceramic or metallic foam filter, 

characterised in that 

the particle filter is provided with a catalytic coating 
comprising a first group of components for reducing 
the ignition temperature of Soot, Said first group of 
components contains at least one oxygen Storage 
component and at least one platinum group metal 
Selected from the group consisting of platinum, 
palladium and rhodium. 

16. The particle filter according to claim 15, 
characterised in that 

the at least one oxygen Storage component is Selected 
from the group consisting of cerium oxide, cerium/ 
Zirconiumn mixed oxide, manganese oxide, iron 
oxide, copper oxide, Zinc oxide, lanthanum oxide, 
bismuth oxide, niobium oxide and tantalum oxide. 

17. The particle filter according to claim 16, 
characterised in that 

the first group of components further comprises a 
compound of an alkaline earth metal Selected from 
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the group consisting of magnesium, calcium, barium, 
Strontium or mixtures thereof. 

18. The particle filter according to claim 17, 
characterised in that, 

the first group of components comprises platinum, 
cerium oxide, manganese oxide and calcium oxide. 

19. The particle filter according to claim 18, 
characterised in that, 

the catalytic coating further comprises a Second group 
of components for oxidising carbon monoxide and 
hydrocarbons, Said Second group of components 
comprises at least a Support material Selected from 
the group consisting of aluminium oxide, Silicon 
oxide, titanium oxide, Zirconium oxide and Zeolite 
and at least one platinum group metal Selected from 
the group consisting of platinum, palladium and 
rhodium deposited on Said Support materials. 

20. The particle filter of claim 19, 
characterised in that, 
the particle filter comprises a wall flow filter (1) having 

inflow (2) and outflow (3) flow channels for the exhaust 
gases Separated from each other by porous channel 
walls (5). 

21. The particle filter of claim 20, 
characterised in that, 

the catalytic coating comprises two layers one upon the 
other wherein the first layer lies directly on the 
channel walls of the inflow channels of the particle 
filter and comprises the Second group of components 
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and the Second layer lies on Said first layer and 
comprises the first group of components. 

22. The particle filter of claim 20, 
characterised in that, 

the catalytic coating comprises two layers wherein the 
first layer is coated on the channel walls of the inflow 
channels and comprises the first group of compo 
nents and the Second layer is coated on the channel 
walls of the outflow channels and comprises the 
Second group of components. 

23. The particle filter of claim 19, 
characterised in that, 

the concentration of the first group of components lies 
between 20 and 150 g/l of the particle filter and the 
concentration of the Second group of components 
lies between 40 and 150 g/l of the particle filter. 

24. The particle filter of claim 23, 
characterised in that, 

the concentration of the platinum group metals of the 
first and Second group of components lies within the 
range between 0.5 and 10 g/l of particle filter. 

25. The particle filter of claim 15, 
characterised in that, 

the material of the particle filter is selected from the 
group consisting of Silicon carbide, cordierite or 
sodium zirconium phosphate. 
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