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UNITED STATES PATENT 
2,502,016 

2,502,016 

oFFICE 
OFFRACTION TYPE SOUNO ABSORBER 

Harry F. Olson, Princeton, N. J., assignor to 
Radio Corporation of America, a corporation 
of Delaware 

Application November 30, 1943, Seria No. 52,320 
(C. 18-33) 13 Claims. 

This invention relates to acoustic absorbers, 
and more particularly to an acoustic absorber of 
the diffraction type. 
The practice of providing sound absorbing ma 

terials in rooms, auditoriums, offices, apartments, 
factories, etc. is well known. Conventional Sound 
absorbing materials used in this connection are 
usually designed for dual purposes, namely, as a 
building or wall material and as a sound absorber. 
To be satisfactory for wall structures, these ma 
terials must be quite rigid, and in order to pro 
vide sufficient rigidity, the inherent properties 
of these materials are such as to impart to them 
acoustical impedances which are high Compared 
to the characteristic acoustic impedance of air 
in the free atmosphere, being usually from ten 
to twenty times as great. As a consequence, a 
large amount of incident sound energy is reflected 
by these materials, so that the sound absorbing 
eficiency thereof is relatively low. 

In most cases, conventional materials are used 
against a wall, which results in a further reduc 
tion in efficiency. Moreover, conventional sound 
absorbing materials are usually used over rela 
tively large areas and this further militates 
against greatest efficiency. To obtain better eff 
ciency, the sound absorbers should be arranged 
in "spots,' so to speak, whereby to take advantage 
of the phenomenon known as diffraction for im 
proving the efficiency of the absorbers. How 
ever, existing materials are not particularly suit 
able for use in this "spot' fashion, being usually 
relatively heavy and cumbersome, difficult to in 
stall, and inefficient. 
The primary object of my present invention is 

to provide an improved diffraction or 'spot' type 
acoustical absorbing unit which is free from the 
aforementioned and other similar limitations 
which characterize prior art absorbers. 
More particularly, it is an object of my present 

invention to provide an improved diffraction type 
acoustical absorber which readily lends itself to 
use as a "spot' type absorber and which can be 
installed easily even by an unskilled person. 
Another object of my present invention is to 

provide an improved diffraction type acoustical 
absorber which, for a given amount of absorb 
ing material, provides an extremely low reverber 
ation time compared to absorbers of the prior art. 

Still another object of my present invention 
is to provide an improved acoustical absorber as 
above set forth which is highly effective at the 
low and high ends of the audio frequency spec 
trum, as well as in the intermediate range, in 
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which are effective over a rather limited interme 
diate range only. This makes my improved ab 
SOrbers particularly useful for installations where 
either low or high frequency noises, or both, are 
in abundance, as in factories, industrial offices, 
plants, restaurants, bowling alleys, and the like, 
while being also especially suitable in auditoriums 
and other places where people congregate in rela 
tively large numbers, offices, apartments and the 
like. 
A further object of my present invention is to 

provide an improved acoustical absorbing unit as 
above set forth which, while designed primarily 
as an acoustical absorber, may also be made deco 
rative or artistic in appearance for use in homes, 
theatres, museums, and other large auditoria. 

Still a further object of my present invention 
is to provide an improved acoustic absorbing unit 
as aforesaid which can be rendered decorative by 
the application of paint to the outer surface 
thereof without impairing the absorbing qualities 
thereof, in contrast to conventional absorbers, 
the efficiency of which is usually reduced by the 
application of paint or the like thereto due to the 
hard Surface which the dry paint provides. 
Another object of my present invention is to 

provide an improved acoustical absorbing unit 
of the type set forth which can be easily removed 
for cleaning and the like and equally easily re 
mounted for use. 
A further object of my present invention is to 

provide an improved acoustic absorber as afore 
Said which is extremely light in weight. 

It is also an object of my present invention to 
provide an improved acoustical absorber which 
has an extremely high absorption coefficient, 
which has a much lower cost per unit of absorp 
tion than do acoustic absorbers of the prior art, 
and which is highly efficient in use. 

In accordance with my present invention, the 
absorber comprises a casing which encloses a 
relatively large fluid filled space and the wall 
structure of which is constituted at least in part 
by a material which is pervious to acoustical 
Waves. This material is of a character such that, 's 
it offers a relatively large dissipative impedance 
to the passage of sound waves therethrough from 
the exterior of the casing to the interior, while 
the space enclosed by the casing is of sufficiently 
large volume to offer a relatively small impedance 
to the passage of the sound waves through the 
casing. The absorber units may be made in the 
form of box-like structures or in any other suit 
able form, and any desired number of such units pontrast to conventional absorbing materials may be mounted at suitable points or "spots 
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throughout a room which is to be corrected acous 
tically. 
The material of which the casing is made may 

take various forms. In one construction, this 
material is constituted by an outer layer of card 
board having a plurality of openings therein of 
such dimensions as to permit sound waves to 
pass therethrough substantially freely, the ab 
sorbing material backing up and lining the card 
board layer. In this particular modification, the 
absorbing material is constituted by a plurality 
of layers of thin paper having fine slits therein 
disposed at random and in sufficient communica 
tion with each other to provide a plurality of con 
tinuous passages which establish communication 
between the exterior of the casing and the space 
therein. The inner, sound dissipating layer is 
of a limp material and may be stapled or other 
wise suitably secured to the outer, rigid, card 
board layer to provide a rigid, self-contained, self 
supporting structure. 

In another form of the invention, the mate 
rial is constituted by a felted, fibrous material the 
fibers of which are intertwined in Sufficiently 
compact relation to provide a plurality of pas 
sages of small cross-sectional dimensions afford 
ing communication between the exterior of the 
casing and the space therein. In any case, the 
small passages in the absorbing material provide 
a very high acoustical resistance which dissipates 
the sound energy passing therethrough, the large 
volume of fluid in the space within the casing 
having sufficient capacitance to provide a low in 
pedance to the incoming sound waves whereby the 
waves will enter the passages and the energy 
thereof will be readily dissipated. 
The novel features that I consider character 

istic of my invention are set forth with particu 
larity in the appended claims. The invention 
itself, however, both as to its organization and 
method of operation, together with additional 
objects and advantages thereof, will best be 
understood from the following description of sev 
eral embodiments thereof, when read in connec 
tion with the accompanying drawings in which 

Figures 1 and 2 are bar graphs showing, in a 
general way, the absorptive and reflective proper 
ties of certain types of sound absorbing wall 
structures, 

Figures 3, 4 and 5 are similar graphs showing 
the absorptive properties of absorbers formed in 
accordance with my present invention, 

Figure 6 is a central, sectional view through 
one form of absorbing unit constructed in accord 
ance with my present invention, 

Figure 7 is an enlarged fragmentary view, 
partly in section, of a portion of the wall struc 
ture of the unit shown in Fig. 6, 

Figure 8 is a perspective view of a blank from 
which an absorber such as shown in Fig. 6 may 
be constructed, 

Figure 9 is a view thereof in partially assembled 
form, 

Figures 10 and 11 are perspective views of two 
completed absorbing units each of somewhat dif 
ferent shape and each formed from a blank simi 
lar to that shown in Fig. 8, 

Figure 12 is an electric wiring diagram show 
ing, by way of illustration, the electrical system 
analogous to the acoustical system of Fig. 6, 

Figures 13a and 13b are similar electrical wir 
ing diagrams corresponding to the acoustical sys 
ten of Fig. 1, 

Figures 14a and 14b are similar wiring dia 
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grams corresponding to the acoustical system of 
each of the units shown in Fig. 5, 

Figure 15 is a view showing a plurality of ab 
Sorbing units in accordance with my present in 
vention mounted in a room requiring acoustical 
treatment, 

Figure 16 is a graph showing the reverberation 
time of the room of Fig.15 both before treatment 
and after treatment thereof, . . . . 

Figure 17 is a graph showing the comparative 
absorption coefficients of several prior art acoustic 
absorbing materials and also of my improved 
absorber, and 

Figures 18 to 23, inclusive, are fragmentary 
Sectional views showing other forms of absorber 
casing wall structures constructed in accordance 
with my present invention. 

Referring more particularly to the drawings, 
wherein similar reference characters designate 
corresponding parts throughout, there is shown, 
in Fig. 1, a wall faced or lined with conventional 
absorbing material . In this figure, the bars 3. 
indicate the incident sound and the bars 5. and T. 
indicate the sound reflected by the material . 
The width of the several bars 3, 5 and T is shown 
in approximately proportionate relation to indi 
cate that there is less sound reflected by the sur 
face of the material and still less from within 
the material than is received by this material. 
A reduction in the amount of reflected sound by 
the relatively high impedance absorbing material 
of the prior art may be obtained by spacing the 

material from the wall, as shown in Fig. 2. In 
practice, however, it is not feasible to provide a 
large space between the absorbing material land. 
the wall, so that the condition represented by 
Fig. 1 is the one usually encountered. . . . 

Fig. 3 illustrates diagrammatically the sound 
absorptive qualities of an absorber constructed 
in accordance with my present invention and 
comprising a pair of wall members 8, 9 spaced 
from each other a distance to provide a space O. 
of relatively large volume. As shown in Fig. 3, 
the incident sound represented by the bars 
strikes the front surface of the wall 8 and only a . 
relatively small amount thereof, as shown by the 
bars , is transmitted to the space O. such 
Sound as is transmitted by the wall 8 then strikes. 
the wall 9 which absorbs additional energy from 
the Sound waves and transmits only a negligible 
quantity thereof, as represented by the extremely 
thin bars 13. This is so because, as will be pointed 
out hereinafter in greater detail, the acoustic 
impedance of the material of my improved ab 
Sorbing units is substantially the same as the 
characteristic impedance of the air. t 

It will be noted that the sound transmitted by 
a single layer of the material of which my im. 
proved absorbers are made, as shown by the bars 
lf of Fig. 3, is somewhat higher than that trans 
mitted by a single layer of the prior art absorb 
ing materials. However, if two layers are used, as 
shown in Fig. 3, the net amount of sound trans 
mitted is negligible, as shown by the thin bars s. 
By placing a single sheet 8 of my improved ab 
Sorbing material at a substantial distance from 
the wall to provide a space to of relatively large 
volume, as in Fig. 4, the same effect is produced 
as in Fig. 3 because the sound which is trans 
mitted by the layer of material 8 strikes the wall, 
is reflected thereby back to the material 8, and 
must pass through the latter once more. Thus, 
the sound passes through the absorbing material 

twice before entering the room again and is 
therefore almost entirely dissipated. . . . 
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When used as a Wall material as shown in 
Fig. 4, the absorption per unit area of the ab 
Sorbing material 8 is approximately unity. On 
the other hand, if the material is applied in 
"spots,' or as discrete units 4 spaced from each 
other as shown in Fig. 5, the efficiency is consider 
ably improved due to diffraction of the sound. 
The absorption per unit area under these condi 
tions is considerably greater than unity. , Ob 
viously, therefore, from an economic standpoint, 
it is desirable to take advantage of the phenom 
enon of diffraction to improve the efficiency. 
One of the ways in which use may be made of 

diffraction is to "scatter' the Sound absorbing 
material throughout the room in the form of 
small, box-like units. One Such unit, which I 
have termed an "acoustic sink' because of its 
ability to absorb the sound energy received by it, 
is shown in Figs. 6 to 11, inclusive. This com 
prises a closed, hollow casing having a composite 
Wall Structure which includes an outer layer of 
cardboard or other suitable sheet material 5 and 
an inner layer 7. The layer 5 is approximately 
4' thick and is provided with a plurality of open 
ings 6 which are large enough to permit the 
passage of acoustical waves therethrough substan 
tially freely, the openings 6 being suitably dis 
tributed over the entire area of the layer 5. The 
inner layer 7, which constitutes the absorbing 
material proper, is suitably Secured to the inner 
surface of the outer wall material 5 and may be 
constituted by any one or more of a variety of 
sound absorbing materials which I have found 
suitable. Among these is one constituted by 
approximately 60 layers of verythin paper having 
a plurality of natural holes or perforations there 
in which are arranged at random, So that they do 
not line up, but which have sufficient communica 
tion with each other to provide a plurality of 
continuous, irregular passageways through which 
sound waves may pass from the exterior of the 
unit 4 to the interior thereof, as clearly shown 
in Fig. 7. Thus, the material 7 forms a system 
of long, narrow slits through which the sound 
waves must pass to reach the space within the 
unit 4. 
The sound absorbing layer is itself a limp 

material and therefore not self-sustaining. It is 
for this reason that I provide the outer, rigid layer 
5 of cardboard or the like and Secure the absorb 
ing layer T thereto by means of Staples 8 or in 
any other suitable manner, as by stitching, or the 
like. After securing the sound absorbing layer 
T to the outer, supporting layer 5 to form the 

wall structure of the absorbing unit 4, the com 
posite wall structure may be blanked out in the 
form shown in Fig. 8 and thereafter assembled 
by bending up the sides, top and ends, as shown 
in Fig. 9, to provide a closed casing, as shown in 
Figs. 10 and 11, the latter form being cubical, and 
the former being in the shape of a rectangular 
parallelepiped. 
The casing 4 thus provided by the composite 

wall structure 5, 7 encloses a cavity or Space 9 
of relatively large volume which is filled with air 
or any other suitable, compressible fluid. If the 
inertance of the air in the openings 6 is M1, the 
acoustic resistance offered by the openings 6 is 
r1, the inertance of the passageways formed by 
the slits or the like in the absorbing layer it is 
M2, the acoustical resistance offered thereby is 
ra, and the acoustical capacitance of the air in 
the space 9 is C, then the corresponding elec 
trical system will be as shown in Fig. 12. The 
acoustic elements which control the performance 
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of the acoustic sink are Ma, r2 and C, since the 
inertance M1 and the resistance r1 are small com 
pared to the inertance Ma and the resistance r. 
The impedance of the absorber or sink 4 is the 
sum of the input acoustic resistance and the 
acoustic reactance designated, respectively, as rs 
and acs. 
The effect of diffraction in improving the effi 

ciency of acoustic absorption by the use (if an 
absorbing unit or sink as above described will be 
readily understood by means of the following 
theoretical consideration of the acoustic imped 
ance concept when considered in connection with 
FigS. 1, 3, 13a, 13b, 14a and 14b: In the case of 
Fig. 1, it is assumed that the surface of the ma 
terial is relatively large, (that is, that it covers 
the walls or the ceiling or both in a room). Under 
this condition, the acoustic resistance rA of the 
air is its characteristic impedance. The acoustic 
impedance of air is 42 acoustical ohms per square 
centimeter. The acoustic resistance and acous 
tical reactance of the absorbing material are 
designated as rm and acM, respectively, and the 
corresponding electrical System is shown in Fig. 
13a. The dissipation or power P which is lost in 
a Sound wave of pressure p due to rM is given by 
the equation: 

-- P - (+52-- (1) 
Referring to Equation 1, it will be seen that 
maximum absorption is obtained when acM=0 
(corresponding to Fig.13b) and ra=rM. For these 
conditions, Equation 1 reduces to 

P-4-1,68 (2) 
Reference will now be made to the improved 

acoustic sink 4 of my present invention and 
particularly to Fig. 5. The air impedance con 
tains both a resistive and reactive component. 
Therefore, in this case, the Sound waves are con 
vergent. The resistive component of the air is 
designated as ra and the reactive component of 
the air due to its inertance is designated MA. The 
acoustic circuit is shown in Fig. 5 and the corre 
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sponding electrical analogue in Fig. 14a. The 
impedance of the acoustic sink 4 is composed 
of the acoustic resistance rs and acoustic reac 
tance acs which may be obtained from Fig. 6. In 
order to obtain a direct comparison. With conven 
tional acoustic materials, it may be assumed that 
the reactive component acs is negative and equal 
in magnitude to the acoustic reactance due to 
MA. The acoustic circuit then is reduced to One 
corresponding to Fig. 14b. 
As a specific example, let it be assumed that 

the sink is approximately a cubic foot in vol 
ume and that the frequency under consideration 
is 100 cycles per second. Under these condi 
tions, the acoustic resistance rA is approximately 
4 acoustic ohms. To obtain maximum absorp 
tion, rs should also be equal to 4 acoustic ohms. 
For this condition, the dissipation in rs is 

rap' - TAP -P-P. (3) 
(ra. --r) (2r) 2, 4ra 16 

Comparing Equations 2 and 3, it will be seen 
that the dissipation in the acoustic sink of my 
invention is approximately 10 times that of con 
ventional material with 100 per cent absorption. 
In the above example, it has been assumed that 
the areas under consideration are equal. In 
other words, for this condition, the acoustic sink 
absorbs 10 times as much sound per unit area as 
conventional materials. 

Ps 



8,502,016 
7 

The preceding analysis shows that the char 
acteristic impedance of the air is reduced by us 
ing unit sound absorbers and separating then in 
space. The characteristic impedance of the air 
may be considered to be the internal impedance 
of a generator which has an internal driving 
pressure p. As the above analysis shows, this 
means that it is possible to absorb more Sound 
per unit area under these conditions because the 
effective internal impedance of the generator is 
smaller. The desirability of building the absorb 
ers in units and appropriately distributing them 
throughout the room is therefore apparent. In 
this way, maximum use can be made of the 
absorbing material. 
As pointed out heretofore, most absorbing ma 

terials known heretofore are made to serve dual 
purposes. They are designed to serve both as 
wall materials and as acoustic absorbing mate 
rials. For this reason, acoustic materials of the 
prior art are not as efficient acoustically as it is 
possible to obtain by designing for maximum 
sound absorption. Furthermore, it is rather dif 
ficult to incorporate a large space between the 
wall and the Sound absorbing material, and there 
fore absorbing materials are usually placed di 
rectly against or very close to the Wall, as in Fig. 
1. Consequently, the acoustic reactive compo 
nent acM of most materials is usually quite large, 
and this results in a further loss in efficiency. 

Referring again to Fig. 6, it will be seen that, 
in the acoustic sink of my present invention, the 
reactive components are due to the inertance of 
the holes 6, the inertance of the material T and 
the acoustic capacitance of the volume of air in 
the space 9. In general, the reactance due to the 
inertance is quite Small. Therefore, the con 
trolling reactance is due to the acoustic capacil 
tance. The acoustic capacitance of a volume of 
air is given by the equation 

-V2 C= (4) 
where 
p=density of air 
c=velocity of Sound 
W=volume of the enclosure (the space 9 in the 

present case). 
Equation 4 shows that the acoustic impedance 
can be made Small by making the volume of the 
Space 9 large. This volume can be made prac 
tically any appropriate value in the acoustic sink. 
The most logical value Would be such that the re 
actance due to the acoustic capacitance would be 
Substantially equal to the reactance due to the 
combined inertance of the holes f6, the mate 
rial f and the air load at the lowest frequency 
to be absorbed. 

Referring to the acoustic circuit of Fig. 6, the 
acoustic resistance r1 due to the holes 6 is negli 
gible. Therefore, the important acoustic resist 
ance is r2. The acoustic resistance due to the 
material f should be equal to the average char 
acteristic acoustic resistance of the air in order 
to obtain maximum absorption. The acoustic 
resistance of the material depends upon the type 
of material used. A slit can be made to exhibit 
practically a pure acoustic resistance as shown by 
the following equation: 

(5) 
where 
u=viscosity coefficient (1.86x10-4 for air), 
p=density, in grams per cubic centimeter, 
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8 --- 
d=thickness of the slit normal to the direction 
of flow, in centimeters, 

l=width of the slit normal to the direction of flow, 
in centimeters, w 

u=length of the slit in the direction of flow, in 
centimeters, 

w=2tf, and 
f=frequency, in cycles per Second. 

This is the type of resistance shown in Figs. 6 
to 11, inclusive. The air enters the holes 6 in the 
outer, cardboard wall portion 5 and follows a 
tortuous path through the layers of paper or the 
like, 7, as clearly shown in Fig. 7. The holes in 
the paper allow the air to pass from one layer of 
paper to another layer, these layers being shown 
by single broken lines in Fig. 7 for the sake of 
clearneSS. The Slits are formed by the layers 
Of paper. 
An acoustic resistance can also be obtained 

from an aperture or tube of Small diameter. The 
acoustic impedance of a tube of Small diameter 
is given by 

rR2V R2 jop) (6) 
Where 

R-radius of the tube, in centimeters, 
u-viscosity coefficient (1.86x10-4 for air), 
w=2arf, 
f=frequency, in cycles per second, 
l=length of the tube, in centimeters, and 
p=density, in grams per cubic centimeter. 
In the case of cloth or other finely Screened ma 
terial, the material has holes of Small diameter 
between the crossed threads. Equation 6 shows 
that such a material constitutes an acoustic re 
sistance due to these Small holes. The magni 
tude of the acoustic resistance may be adjusted 
by an appropriate size of holes in the apertures 
between threads and by the number of layers of 
cloth or the like. It has been found that cloth is 
a very good acoustic resistance, and a sink en 
ploying a number of layers of cloth or similar 
material fla as the sound absorbing layer is 
shown in Fig. 18. 

Hair felt or a material known commercially 
as "Ozite' is a combination of slit and hole type 
of acoustic resistance. A wall structure employ 
ing hair felt or the like Tb and suitable for use 
as the casing of my improved absorbing unit 4 
is shown in Fig. 19. This is also a good acoustic 
resistance, the effect being enhanced by vibration 
of the hairs or fibers themselves. 

Porous material, that is, material with fine 
holes, may also be made from a porous paper such 
as blotting or filter paper, as shown in Figs. 20, 
21, 22 and 23. The material may or may not 
be sufficiently rigid to be self-sustaining, and if 
it is not, it may be secured to an outer, card 
board layer as above described with reference to 
FigS. 6 to 11, inclusive. One material which I 
have found especially suitable is a felted mate 
rial made from wood pulp fibers and sulphite, 
the fibers being accreted by suction from a pulp 
Solution in known manner. This material, like 
blotting paper and the like, is constituted by a 
plurality of intertwined fibres of various lengths 
and arranged indiscriminately in random direc 
tions to provide a plurality of irregular, random 
passages of very Small cross-sectional dimensions. 
These passages afford communication between 
the exterior of the casing comprising each of the 
units 4 and the space 9 enclosed thereby and 
provide the requisite dissipative impedance to the 
acoustical energy received thereby. 
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In Fig. 20, the wall structure of the casing is 
constituted by a porous material fic of the type 
just previously described, the material tic being 
preferably corrugated and glued to the outer 
cardboard layer S. If desired, an inner card 
board layer 5a may be also glued to the corru 
gated material fic, as shown in Fig. 21. The 
cardboard layer 15a is similar to the outer card 
board layer 5, being provided with Openings 6a 
which correspond to the openings 6. 

In the modification of Fig. 22, the sound ab 
sorbing material fld is provided with ridges 20 
which may be glued to the outer cardboard wall 
member 5. In general, the felted type of sound 
absorbing material has sufficient rigidity to be 
self-sustaining, and does not require the Sup 
porting cardboard layer 5. In such case, the 
cardboard layer may be entirely dispensed with 
and the acoustic sinks made solely of a single 
layer of porous material le, as shown in Fig. 23. 

Fig. 17 shows the relative absorption coeffi 
cients of three conventional sound absorbing 
materials and also my improved acoustic sink. 
The three curves B, C and D show the absorp 
tion coefficients of three standard materials 
which may be identified, respectively, as AMA 
type W, AMA type VI, and AMA type IV. It will 
be seen that these materials are quite ineffective 
in the lower region of the audio spectrum and 
are only fairly effective in the region between : 
500 C. P. S. and 1000 C. P. S., falling off again 
above 1000 C. P. S. The curve A, on the other 
hand, clearly shows that my improved acoustic 
sinks not only possess a higher absorption coeffi 
cient in the mid-frequency range, but that they 
are vastly more effective in both the lower and 
the higher frequency ends of the audio spec 
trum. 
In Fig. 15, there is shown a room treated with a 

plurality of acoustic sinks 4 in accordance with 
my present invention. The sinks are all mounted 
adjacent to the ceiling, certain ones being mount 
ed on the walls of the room in spaced relation 
thereto by means of brackets or the like 25, and 
certain other ones being mounted on the beams or 
panels 26 which depend from the ceiling. The 
sinks mounted on the walls are spaced therefrom 
to afford the incident sound ample opportunity 
to reach all the surfaces of the sink so that ad 
vantage may be taken of diffraction. The curve 
E of Fig. 16 shows the reverberation time of the 
room depicted in Fig. 15 before treatment with 
the sinks of my present invention. and the curve 
F shows the reverberation time of the same room 
after twenty-four such sinks were mounted 
therein at distributed points or “spots' in the 
room. It will be noted from the curves of Fig. 16 
that the reverberation time was reduced in the 
low frequency region from approximately 3 sec 
onds to approximately 0.6 second, and that a 
very Substantial reduction was also obtained in 
the reverberation time at the higher frequencies. 
From the foregoing description, it will un 

doubtedly be apparent to those skilled in the art 
that I have provided an improved sound ab 
sorbing unit which is not only highly efficient in 
use, but which is very compact and is easy to 
install and to take down. Although I have shown 
and described a number of modifications of my 
present invention, it should be apparent to those 
skilled in the art that many other variations 
thereof, as well as changes in the ones described, 
are possible. For example, where the material 

is of a rigid nature, it may be made up into 
a box-like structure separately from the outer, 
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cardboard layer 5 and placed within the box 
formed by the latter, after which the entire unit 
is sealed or otherwise suitably secured along the 
edges to provide a unitary, self-contained struc 
ture. Where the Sound absorbing material is of 
the limp type, it may be desirable, in some cases, 
to provide an inner, as well as an outer support 
ing wall structure, as in Fig. 21. In such case, 
an inner box which is next adjacent to the space 
9 may first be formed and placed within the 
outer box formed by the layer 5, the material T 
being interposed in the space therebetween. So 
far as the layers 5 and 5a are concerned the 
openings 6 and 6a, therein may be circular, 
as shown, or they may be of any other suitable 
shape. In all forms of the invention this far 
described, a minimum amount of material T, 
fa, etc. may be used to provide the requisite 
acoustic resistance because it is terminated by 
the acoustic capacitance of the space 9. In 
other forms of my present invention, a single 
layer of relatively rigid, non-porous material may 
be used for the casing wall structure and a plu 
rality of diaphragms or other similar vibratory 
members mounted over openings therein, the 
dachragms or the like being exposed at the 
front to the atmosphere and at the rear to the 
Space 9. When incident Sound strikes such dial 
phragms, the latter are set into vibration and 
offer Sufficient impedance to the sound to dissi 
pate the energy thereof. Thus, in a sense, the 
vibratory diaphragms render the wall structure 
pervious to the Sound waves in a manner similar 
to the porous structures. 
Other changes and modifications, including 

pyramid-like, conical, spherical and other simi 
larly shaped hollow casing structures, will, no 
doubt, readily suggest themselves to those skilled 
in the art. I therefore desire that my invention 
shall not be limited except insofar as is made 
necessary by the prior art and by the spirit of 
the appended claims. 

I claim as my invention: 
1. A diffraction type acoustic absorber compris 

ing a self-contained, closed casing enclosing an 
air-filled space therein, said casing being con 
stituted by an acoustically porous material hav 
ing a plurality of fine passages therethrough of 
such fine dimensions that they offer a relatively 
large dissipative impedance to the passage of said 
waves therethrough between the exterior of said 
casing and Said space, and said space having a 
volume of such magnitude that the air therein 
offers a relatively small impedance to the passage 
of said waves through said casing. 

2. A diffraction type absorber according to 
claim 1 characterized in that said casing com 
prises a laminated wall structure of which said 
material forms a part. 

3. A diffraction type absorber according to 
claim 1 characterized in that said casing has a 
wall structure comprising a layer having a plu 
rality of openings therein of sufficient size to 
permit the passage of sound waves therethrough 
Substantially freely and a layer of said material 
lining said first named layer. 

4. A diffraction type absorber according to 
claim 1 characterized in that said casing has a 
wall structure comprising a layer having a plu 
rality of openings therein of sufficient size to 
permit the passage of sound waves therethrough 
Substantially freely and a layer of said material 
lining said first named layer, and characterized 
further in that said material is disposed between 
Said first named layer and said space. 
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5. A diffraction type absorber according to 
claim 1 characterized in that said material is a 
relatively limp one, and characterized further in 
that said casing has a wall structure comprising 
a layer of rigid material having a plurality of 
openings therein of sufficient size to permit the 
passage of sound waves therethrough substan 
tially freely and a layer of said limp material 
secured to said first named layer, said rigid ma 
terial maintaining said limp material around 
Said space. 

6. A diffraction type absorber according to 
claim 1 characterized in that said passages are 
of slit-like formation and are arranged at randon 
in said material. 

7. A diffraction type absorber according to 
claim 1 characterized in that said material is 
constituted by a plurality of layers of thin sheets 
each provided with a plurality of slit-like open 
ings therein, said openings being arranged at 
random throughout said sheets but having suff 
cient communication with each other to provide a 
plurality of continuous passageways between the 
exterior of said casing and Said space therein 
constituting said passages. 

8. A diffraction type absorber according to 
claim 1 characterized in that said material is 
constituted by a plurality of intertwined fibers 
arranged indiscriminately in random directions 
and in relatively compact relationship whereby 
to provide said plurality of passages each of Small 
cross-sectional dimension. 

9. An acoustic absorber according to claim 1 
characterized in that said passageways are dis 
posed at random throughout said wall structure. 

10. An acoustic absorber according to claim 1 
characterized in that said passageways are ir 
regular in shape and extend in random directions 
through said wall structure. 

11. An acoustic absorber according to claim 1 
characterized in that said body has an overall 
acoustic impedance approximately equal to the 
characteristic acoustic impedance of air in free 
atmosphere whereby a minimum of the sound 
wave energy received thereby is reflected there 
from 

12. An acoustic absorber according to claim 1 
characterized in that the reactance offered by the 
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air in said space due to the capacitance thereof 
is substantially equal to the reactance provided 
by said wall structure and the load thereon at 
substantially the lowest frequency to be absorbed 
by said body. 

13. A diffraction type acoustic absorber com 
prising a self-contained, closed casing enclosing 
a fluid fled cavity theren, said casing comprising 
a unitary structure capable of being suspended in 
the ambient for reception of acoustical wave 
energy incident thereon fron any direction and 
being constituted by an acoustically porous ma 
terial having a plurality of fine passages there 
through of such fine dimensions that they offer 
a relatively large dissipative impedance to the 
passage of said waves therethrough between the 
ambient and said cavity, and said cavity hav 
ing a volume of such magnitude that the fluid 
therein offers a relatively small impedance to the 
passage of Said Waves through said casing. 
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