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The semiconductor device includes a tab including a chip 
Supporting Surface, and a back Surface opposite to the chip 
Supporting Surface; a plurality of suspension leads Supporting 
the tab; a plurality of leads arranged between the Suspension 
leads; a semiconductor chip mounted on the chip supporting 
Surface of the tab, the semiconductor chip including a main 
Surface, a plurality of pads formed on the main Surface, and a 
rear Surface opposite to the main Surface; a seal portion seal 
ing the semiconductor chip Such that a part of each of the 
leads is exposed from the seal portion; and a Pb-free solder 
formed on the part of each of the leads. A part of the rear 
surface of the semiconductor chip is contacted with the seal 
portion. 
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FIG 11 
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FIG. 13   
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SEMCONDUCTORDEVICE AND AMETHOD 
OF MANUFACTURING THE SAME ANDA 

MOUNTING STRUCTURE OFA 
SEMCONDUCTOR DEVICE 

CROSS-REFERENCES 

0001. This is a continuation application of U.S. Ser. No. 
14/623,032, filed Feb. 16, 2015, which is a continuation appli 
cation of U.S. Ser. No. 14/108,507, filed Dec. 17, 2013 (now 
U.S. Pat. No. 8,969,138), which is a continuation of U.S. Ser. 
No. 13/357,076, filed Jan. 24, 2012 (now U.S. Pat. No. 8,637, 
965), which is a continuation of U.S. Ser. No. 12/897.221, 
filed Oct. 4, 2010 (now U.S. Pat. No. 8,115.298), which is a 
continuation application of U.S. Ser. No. 12/610.900, filed 
Nov. 2, 2009 (now U.S. Pat. No. 7,821,119), which is a 
continuation application of U.S. Ser. No. 12/222,099, filed 
Aug. 1, 2008 (now U.S. Pat. No. 7,777,312), which is a 
divisional application of U.S. patent application Ser. No. 
10/879,010, filed Jun. 30, 2004 (now U.S. Pat. No. 7,804, 
159), which is a continuation application of U.S. patent appli 
cation Ser. No. 10/227,817, filed Aug. 27, 2002 (now aban 
doned); which is a continuation application of U.S. patent 
application Ser. No. 09/623.344, filed Aug. 31, 2000 (now 
abandoned); which is a 371 of PCT/JP00/04340, filed Jun. 30, 
2000. The entire disclosures of all of the above-identified 
applications are hereby incorporated by reference. 
0002. This application claims priority to JP 11-184739, 
filed Jun. 30, 1999 and JP-2000-105251, filed Apr. 6, 2000. 

TECHNICAL FIELD 

0003. The present invention relates generally to semicon 
ductor fabrication technologies and, more particularly, to 
techniques adapted for miniaturization and thickness reduc 
tion plus cost down as well as reliability improvements. 

BACKGROUND ART 

0004 Those techniques as will be explained in brief below 
have been taken into consideration by the inventors as named 
herein during studying for reduction to practice of the present 
invention as disclosed and claimed herein. 
0005. The quest for further miniaturization or “downsiz 
ing of modern electronic equipment results in shrinkage of 
dimension and weight reduction and tends to grow rapidly in 
the markets of electronics and semiconductor industries. 
Under Such circumstances, it is becoming more important in 
the manufacture of Small size electronic equipment to further 
improve the large-scale integrated circuit (LSI) chip mount 
architectures—that is, to develop an improved LSI chip pack 
aging technique with ultra-high integration densities. 
0006. In addition, as the markets of electronics grow, 
improvements in productivity have been more strictly 
required while simultaneously reducing manufacturing costs. 
0007. A first prior known approach to satisfying the above 
technological requirements is to employ a resin sealed or 
hermetic Surface-mount Semiconductor device structure as 
disclosed in, for example, Published Unexamined Japanese 
Patent Application (“PUJPA) No. 5-129473. The prior art 
device as taught thereby is such that as shown in FIG. 29, this 
device employs a lead frame 35 with a pattern of electrical 
leads 33 and a chip support paddle or die pad 34, also known 
as a “tab” among those skilled in the art, being located on the 
same surface, wherein the prior art is featured in that the leads 
33 are electrically connected at lower surfaces to a semicon 
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ductor chip 36 via bonding wires 37, wherein the lower sur 
faces are for use as external electrodes each functioning as an 
electrical connector portion with external circuitry opera 
tively associated with the semiconductor device. 
0008 Unfortunately the first prior art shown in FIG. 29 is 
associated with a problem which follows. As this is structur 
ally designed so that the tab 34's parts-mount Surface side is 
exposed from the lower surface of the semiconductor device, 
the tab 34 will possibly come into direct contact with leads on 
the parts mount Substrate when mounting the semiconductor 
device on the mount Substrate, which in turn makes it impos 
sible to formany leads at corresponding portions of the mount 
Substrate, resulting in a noticeable decrease in the degree of 
freedom of substrate design schemes. Another problem is that 
since the device is structurally arranged so that the tab 34 is 
sealed only at its one surface, the resulting contact area 
between the tab 34 and a sealing material 38 used decreases 
causing the tight contact or adhesiveness to degrade accord 
ingly, which would result in a decrease in reliability of the 
semiconductor device. 

0009. A second prior art resin sealed semiconductor 
device is found in PUJPA No. 10-189830 (JP-A-10189830). 
This device is shown in FIG. 30, which includes a semicon 
ductor element 42 as mounted on a tab 41 that in turn is 
Supported by a hanging or 'suspending lead 40 of a lead 
frame 39, metal fine leads 45 for electrical interconnection 
between electrodes 43 on the upper surface of said semicon 
ductor element 42 and associative inner leads 44, a sealing 
resin material 46 for use in sealing an outer surrounding 
region of the semiconductor element 42 containing metal fine 
lead regions over the upper Surface of semiconductor element 
42, and external connect terminals 47 that are laid out in a 
bottom Surface region of said sealing resin 46 for connection 
with said inner leads 44, wherein said suspension lead 40 has 
been subjected to the so-called "up-set' processing thus hav 
ing step-like differences 48, called “stepped portions.” and 
wherein the sealing resin 46 is also formed at part underlying 
said tab 41 to a thickness corresponding to the amount of said 
upset processing. 
0010. The second prior art shown herein is such that since 
the suspension lead 40 of the lead frame 39 has been subject 
to the up-set processing to have the stepped portions 48, it 
becomes possible to permit the sealing resin 46 to be present 
at the part underlying the tab 41, which in turn makes it 
possible to provide substantially the double-face sealed semi 
conductor device structure with respect to the lead frame 39, 
thereby offering increased reliability when compared to said 
first prior art discussed above. 
0011. Another advantage of the prior art is that in view of 
the fact that this is structurally designed to prevent exposure 
of the tab 41's parts-mount substrate side from the lower 
surface of the semiconductor device, the tab 41 will no longer 
come into contact with those leads on the mount Substrate, 
thereby increasing the degree of freedom in parts mount 
design schemes. 
0012. Other examples of the semiconductor device with its 
tab Subjected to the up-set processing (tab finishing treat 
ment) are known among those skilled in the art, one of which 
is disclosed in JP-A-11-74440. 

0013 Regrettably said first prior art is faced with a prob 
lem in that a decrease in seal material-to-tab contact area can 
be lower the resultant adhesiveness thus reducing the reliabil 
ity of the semiconductor device because of the fact that this 
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device is structured so that the tab is sealed solely at its one 
surface in order to improve the thickness reducibility. 
0014. Additionally, although said second prior art and the 
one as taught by the above-identified Japanese document 
JP-A-1 1-74440 are drawn to the double-face resin-sealed 
semiconductor device with respect to the lead frame used 
therein, which offers an advantage as to an increase in reli 
ability when compared to said first prior art, stepped portions 
included are to be formed through the up-set processing 
whereby each of them suffers from a problem in that it is 
impossible to improve the thickness reducibility to the extent 
that is equivalent to the first art and also a “tab dislocation 
problem including displacement or strain of the tab occurring 
during execution of such up-set Processing. 
0015. In short, it has been affirmed by the inventors that 
even the first and second prior art devices stated Supra have 
met with limited Success as to the capability of Solving the 
conflicting or “trade-off problems—i.e. the thickness reduc 
ibility and increased reliability required. 
0016. It is therefore a primary objective of the present 
invention to provide a new and improved semiconductor 
device capable of achieving both the thickness reducibility 
and high reliability at a time and also methodology of manu 
facturing the semiconductor device along with a parts mount 
structure of the same. 
0017. Another object of this invention is to provide an 
improved semiconductor device capable of increasing pro 
ductivities while reducing production costs and a method of 
manufacturing the device as well as a parts mount structure of 
SaC. 

0018. A further object of the invention is to provide a 
semiconductor device capable of preventing any accidental 
electrical short circuiting and unwanted lead dropdown 
detachment otherwise occurring during parts mounting pro 
cesses and a method of manufacturing the device as well as a 
parts mount structure of same. 
0019. These and other objects, features and advantages of 
the invention will be apparent from the following more par 
ticular description of preferred embodiments of the invention, 
as illustrated in the accompanying drawings. 

DISCLOSURE OF THE INVENTION 

0020 Some representative ones of the inventive teachings 
as disclosed and claimed herein will be explained in brief 
below. 
0021. A semiconductor device comprising a tab supported 
by a plurality of Suspension leads, a plurality of leads dis 
posed to Surround periphery of said tab, a semiconductor chip 
mounted on one principal Surface of said tab and electrically 
connected to one principal Surface of said plurality of leads, 
and a sealing resin for sealing said plurality of leads and said 
semiconductor chip plus said tab, wherein the remaining 
principal Surface opposite to said one principal Surface of said 
plurality of leads is exposed from said sealing resin-and that 
said tab is less in thickness than said plurality of leads. 
0022. In addition, a method of manufacturing a semicon 
ductor device comprises the steps of preparing a matrix lead 
frame including a plurality of lead frames each having a 
plurality of leads and a tabless in thickness than said plurality 
of leads plus a Suspension lead for Support of said tab: per 
forming die bonding for mounting a semiconductor chip on or 
over the tab of each said lead frame; performing wire bonding 
for connection by wires between said semiconductor chip and 
the plurality of leads of said lead frame; sealing with a sealing 
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resin said lead frame and said semiconductor chip plus said 
wires to permit said plurality of leads to be exposed on a lower 
Surface side thereof, and cutting said matrix lead frame into a 
plurality of unitary lead portions at part in close proximity to 
a seal region as sealed at said step of sealing with the sealing 
resin to thereby obtain a plurality of semiconductor devices. 
0023. Furthermore, a mounting structure of a semiconduc 
tor device in accordance with the invention is a semiconduc 
tor device that is arranged to include a pattern of electrical 
leads on a mount Substrate, a tab Supported by a plurality of 
Suspension leads, a plurality of leads as laid out to Surround 
the periphery of said tab, a semiconductor chip that is 
mounted on or over one principal Surface of said tab and is 
electrically connected to one principal Surface of said plural 
ity of leads, and a sealing resin Material for use in sealing said 
plurality of leads and said semiconductor chip plus said tab, 
wherein the remaining principal Surface on an opposite side to 
said one principal Surface of said plurality of leads is exposed 
from said sealing resin, and wherein an adhesive material is 
used to attain coupling with the other principal Surface of 
those leads of the semiconductor device with said tab formed 
to be less in thickness than said plurality of leads. 
0024 Moreover, a resin sealed semiconductor device 
comprises a tab for Support of a semiconductor chip, a seal 
section as formed by resin sealing of said semiconductor chip, 
a plurality of tab Suspension leads including a Supporting 
portion for use in Supporting said tab and an exposed portion 
as coupled thereto and exposed to a surface on a semiconduc 
tor device mount side surface of said seal section, said Sup 
porting portion being formed to be thinner than said exposed 
portion, a plurality of leads disposed around said tab and 
exposed to said semiconductor device mount side Surface of 
said seal section, and a connection member for connection 
between a Surface electrode of said semiconductor chip and a 
corresponding one of said leads, wherein said tab Suspension 
leads are coupled together via said tab. 
0025. In accordance with the instant invention, as the Sup 
port portion of the tab at the tab suspension leads is formed to 
have a decreased thickness, it is possible to bury or embed the 
Support portion in the seal section with the sealing resin 
covering the same thereby enabling provision of the intended 
structure with the tab Suspension leads exposed portion 
being exposed only at the end(s) at a corner or corners on the 
back Surface of the seal section. 

0026. This in turn makes it possible to form an increased 
clearance between the exposed portion of the tab Suspension 
lead and its neighboring lead on the back Surface of the seal 
section while at the same time enabling prevention of electri 
cal shorting otherwise occurring when mounting the semi 
conductor device on a parts mount Substrate or board or else 
due to the fact that the tab is buried within the seal section. 

0027. Further, a resin sealed semiconductor device is pro 
vided which comprises a tab Supporting a semiconductor chip 
and being Smaller than said semiconductor chip, a seal section 
as formed by resin sealing of said semiconductor chip, a 
Supporting portion for Support of said tab, a plurality of leads 
disposed around said tab and exposed to a semiconductor 
device mount side Surface of said seal section, and a connec 
tion member for connection between more than one Surface 
electrode of said semiconductor chip and a corresponding one 
of said leads, wherein said tab and said semiconductor chip 
are in contact by adhesion with each other at an inside loca 
tion relative to said surface electrode of said semiconductor 
chip. 
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0028. According to the invention, it is possible to support 
the specified partator near the end portion on the back Surface 
of the semiconductor device by a bonding stage including a 
heatup wire-bonding process. This makes it possible during 
wire bonding to apply suitable ultrasonic waves and/or heat to 
wires being bonded, thereby enabling improvement in reli 
ability and adhesiveness of Such wire bonding. 
0029. In addition, a method of manufacturing a resin 
sealed semiconductor device comprises the steps of prepar 
ing a lead frame including a tab capable of Supporting a 
semiconductor chip, a plurality of tab Suspension leads hav 
ing a Support section for use in Supporting said tab and an 
exposed portion coupled thereto with said Support section 
being thinner than said exposed portion, and a plurality of 
leads as disposed around said tab; adherently securing said 
tab and said semiconductor chip together, using a connection 
member to connecta Surface electrode of said semiconductor 
chip to a corresponding one of said leads; forming a seal 
section by causing a sealing resin to flow onto an opposite 
Surface to a chip Support Surface of said tab while covering a 
thickness reduced portion of said tab Suspension lead with 
said sealing resin and then by disposing said plurality of leads 
and said exposed portion of said tab Suspension lead on a 
semiconductor device mount side Surface to thereby resin 
mold said semiconductor chip; and Subdividing said tab Sus 
pension lead into portions at said exposed portion of said tab 
Suspension lead while separating said plurality of leads from 
a frame body of said lead frame. 

BRIEF DESCRIPTION OF THE DRAWINGS 

0030. A diagram showing FIG. 1 shows a diagram of a 
perspective view of an exterior appearance of a semiconduc 
tor device in accordance with an embodiment 1 of the present 
invention. 
0031. A diagram showing FIG. 2 shows a diagram of a 
plan view (lower surface side) of the semiconductor device 
shown in FIG. 1. 

0032 FIG.3 shows a plan view of a unitary lead section of 
the embodiment 1 of the invention. 

0033 FIG. 4 shows a cross-sectional view of the unit lead 
section shown in FIG.3 as taken along cutaway line A-A. 
0034 FIG. 5 shows a sectional view of the unit lead sec 
tion shown in FIG. 3 taken along line B-B. 
0035 FIG. 6 shows a plan view of the semiconductor 
device shown in FIG. 1 as partly broken to make visible its 
internal configuration for illustration purposes only. 
0.036 FIG. 7 shows a sectional view of the semiconductor 
device shown in FIG. 6 taken along line C-C. 
0037 FIG. 8 shows a sectional view of the semiconductor 
device shown in FIG. 6 taken along line D-D. 
0038 FIG.9 shows a sectional view of the semiconductor 
device 1 shown in FIG. 6 taken along line E-E. 
0039. A flow diagram showing FIGS. 10A-10E show a 
diagram of in cross-section a method of manufacturing the 
semiconductor device in accordance with the embodiment 1 
of the invention. 

0040 FIG. 11 shows a plan view of a matrix lead frame for 
use during manufacture of the semiconductor device in accor 
dance with the embodiment 1 of the invention. 

0041 FIG. 12 shows an enlarged plan view of main part 
(upper surface side) of a unitary lead frame of the matrix lead 
frame shown in FIG. 11. 
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0042 FIG. 13 shows an enlarged plan view of main part 
(lower surface side) of the unitary lead frame of the matrix 
lead frame shown in FIG. 11. 
0043 FIG. 14 shows a sectional view of the unit lead 
frame shown in FIG. 12 taken along line F-F. 
0044 FIG. 15 shows a sectional view of the unit lead 
frame shown in FIG. 12 taken along line G-G. 
0045 FIG. 16 shows a conceptual diagram showing a 
method of depositing an adhesive onto a tab at a die-bonding 
process step of the semiconductor device in accordance with 
the embodiment 1 of the invention. 
0046 FIG. 17 shows a conceptual diagram showing a 
method of mounting a semiconductor chip on the tab at the 
die-bonding step of the semiconductor device in accordance 
with the embodiment 1 of the invention. 
0047 FIG. 18 shows a conceptual diagram showing a 
wire-bonding method of the semiconductor device in accor 
dance with the embodiment 1 of the invention. 
0048 FIG. 19 shows a conceptual diagram showing a state 
in which a metal frame structure Such as a metal tool and a 
matrix lead frame have been aligned in position with each 
other at a resin Sealing process step of the semiconductor 
device inaccordance with the embodiment 1 of the invention. 
0049 FIG. 20 shows a conceptual diagram showing a state 
in which the metal tool is clamped at the resin sealing step of 
the semiconductor device in accordance with the embodi 
ment 1 of the invention. 
0050 FIG.21 shows a conceptual diagram showing a state 
in which the metal tool is disassembled at the resin sealing 
step of the semiconductor device in accordance with the 
embodiment 1 of the invention. 
0051 FIG. 22 shows a perspective view of an exterior 
appearance showing a state in which the semiconductor 
device in accordance with the embodiment 1 of the invention 
has been mounted to a parts mount Substrate. 
0.052 FIG. 23 shows a sectional view of the device struc 
ture of FIG. 22 taken along line H-H. 
0053 FIG. 24 shows a plan view of a unitary lead section 
of an embodiment 2 of the invention. 
0054 FIG. 25 shows a sectional view of the unit lead 
section shown in FIG. 24 take along line I-I. 
0055 FIG. 26 shows a sectional view of the unit lead 
section shown in FIG. 24 take along line J-J. 
0056 FIG. 27 shows a partial see-through diagram of a 
semiconductor device in accordance with the embodiment 2 
of the invention. 
0057 FIG. 28 shows a sectional view of the semiconduc 
tor device shown in FIG. 27 as taken along line K-K. 
0058 FIG. 29 shows a sectional view of the first prior art 
semiconductor device that has been already discussed in the 
introductory part of the description. 
0059 FIG. 30 shows a sectional view of the second prior 
art semiconductor device as also stated previously in the 
introductory part of the description. 
0060 FIG. 31 shows a plan view of an exemplary semi 
conductor device in accordance with an embodiment 3 of the 
invention as partly broken at its sealing section to render 
visible its internal configuration for illustration purposes 
only. 
0061 FIG. 32 shows a sectional view of the semiconduc 
tor device shown in FIG. 31 as taken along line L-L. 
0062 FIG. 33 shows a process flow diagram showing an 
example of the procedure for assembly of the semiconductor 
device shown in FIG. 31. 
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0063 FIGS. 34A-34E are sectional flow diagrams show 
ing an exemplary structure per main process step in the 
assembly of the semiconductor device shown in FIG. 31. 
0064 FIG. 35 shows a perspective view of an exterior 
appearance showing an example of the structure of a semi 
conductor device in accordance with an embodiment 4 of the 
invention. 
0065 FIG. 36 shows a bottom view of the structure of the 
semiconductor device shown in FIG. 35. 
0.066 FIG. 37 shows a sectional view of the semiconduc 
tor device shown in FIG. 35 taken along line M-M. 
0067 FIG.38 shows a sectional view of the semiconduc 
tor device shown in FIG. 35 taken along line N-N. 
0068 FIG. 39 shows a partial sectional view of one exem 
plary state at a wire-bonding process step during the assembly 
of the semiconductor device shown in FIG. 35. 
0069 FIG. 40 shows a partial plan view of one example of 
the resultant structure when completion of molding in a semi 
conductor device in accordance with an embodiment 5 of the 
invention, which structure is partly broken to visualize its 
internal configuration for illustration purposes only. 
0070 FIG. 41 shows a sectional view of the semiconduc 
tor device shown in FIG. 40 taken along line P-P. 
0071 FIG. 42 shows a partial plan view of an exemplary 
lead frame structure for use during assembly of the semicon 
ductor device shown in FIG. 40. 
0072 FIG. 43 shows an enlarged partial sectional view of 
a structure of part “T” of FIG. 41. 
0073 FIG. 44 shows an enlarged partial sectional view for 
showing an exemplary lead cut method at the part T of FIG. 
41. 
0074 FIGS. 45A-45E are diagrams each showing a lead 
structure of part “Q of FIG. 40, wherein FIG.45A is a bottom 
view, FIG. 45B is a plan view, FIG. 45C is a groove sectional 
view, FIG. 45D is a sectional of FIG. 45B taken along line 
U-U, and FIG. 45E is a sectional view of FIG.45B along line 
V-V. 
0075 FIG. 46 shows a plan view of a modified example of 
the lead structure of the part Q of FIG. 40. 
0076 FIG. 47 shows an enlarged partial plan view of a 
structure of part “R” of FIG. 40. 
0077 FIGS. 48A and 48B are diagrams showing a struc 
ture of part “S” of FIG. 40, wherein FIG. 48A is an enlarged 
partial plan view whereas FIG.48B is a sectional view of FIG. 
48A along line X-X. 
0078 FIGS. 49A and 49B are diagrams showing a struc 
ture of part “W of FIG. 48A, wherein FIG. 49A is an 
enlarged partial plan view and FIG. 49B is a groove sectional 
view of FIG. 49A. 
0079 FIGS. 50A-50C are diagrams showing an example 
of the structure of a semiconductor device in accordance with 
an embodiment 8 of the invention, wherein FIG.50A is a plan 
view, FIG.50B is a side view, and FIG.50C is a bottom view. 
0080 FIG. 51 shows an enlarged partial bottom view of a 
structure of part “Y” of FIG. 50C. 
0081 FIG. 52 shows a partial plan view of an exemplary 
structure of a semiconductor device in accordance with an 
embodiment 9 of the invention as obtained at the termination 
of molding, the structure having an internal configuration 
depicted herein as seen through a seal section thereof. 
0082 FIG. 53 shows a sectional view of the semiconduc 
tor device shown in FIG. 52 as taken along line Z-Z. 
0083 FIG. 54 shows an enlarged partial sectional view of 
a structure of the device at part “AB” of FIG. 53. 
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I0084 FIG. 55 shows an enlarged partial sectional view 
diagram showing one example of a method of cutting leads at 
the part “AB” of FIG. 53. 
I0085 FIGS. 56A-56D are partial sectional diagrams 
showing an etching method that is one example of a lead 
frame machining method used for assembly of the semicon 
ductor device in accordance with the invention. 
I0086 FIGS. 57A-57D are partial sectional diagrams 
showing an etching method as one example of a lead frame 
machining method used for assembly of the semiconductor 
device in accordance with the invention. 
I0087 FIGS. 58A-58D are partial sectional diagrams 
showing an etching method as one example of a lead frame 
machining method used for assembly of the semiconductor 
device in accordance with the invention. 
I0088 FIGS. 59A-59C are partial sectional diagrams 
showing a pressing method as one example of a lead frame 
machining method used for assembly of the semiconductor 
device in accordance with the invention. 
I0089 FIGS. 60A-60C are partial sectional diagrams 
showing a pressing method as one example of a lead frame 
machining method used for assembly of the semiconductor 
device in accordance with the invention. 
0090 FIGS. 61A-61C are partial sectional diagrams 
showing a press method as one example of a lead frame 
machining method used for assembly of the semiconductor 
device in accordance with the invention. 
0091 FIG. 62 shows a partial plan view of an exemplary 
structure of a semiconductor device in accordance with a 
variant of the invention as obtained at the termination of 
molding, the structure having an internal configuration 
depicted herein as seen through a seal section thereof. 
0092 FIG. 63 shows a sectional view of the semiconduc 
tor device shown in FIG. 62 taken along line CC-CC. 
0093 FIG. 64 shows a partial plan view of an exemplary 
structure of a semiconductor device in accordance with 
another variant of the invention as obtained at the termination 
of molding, the structure having an internal configuration 
depicted herein as seen through a seal section thereof. 

DESCRIPTION OF THE PREFERRED 
EMBODIMENTS 

0094. In a detailed description of several embodiment of 
the invention set forth below, any explanation as to the same 
or like components will not be repeated in principle, except as 
otherwise believed necessary. 
0.095 Also note that although in the description of 
embodiments below an explanation will be given with subdi 
vision into a plurality of sections or preferred forms for reduc 
tion to practice of the invention, these are not the ones having 
no relation to one another and are in certain relation that one 
is a modified example or detailed one or additional explana 
tion of part or the whole of another, except as otherwise 
indicated specifically. 
0096. Further note that in the description of embodiments 
below, those number of constituent parts or components as 
used therein (including piece numbers, values, quantities, 
ranges, etc.) are mere examples and the invention should not 
be limited only to Such specific quantity and any appropriate 
numbers that are greater or less than the specific numbers may 
also be employable on a case-by-case basis, except as other 
wise indicated specifically and also except for certain cases 
where the invention is apparently limited to specific numbers 
in a viewpoint of principles thereof. 
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0097. Some preferred embodiments of the present inven 
tion will now be explained in detail with reference to the 
accompanying drawings. Note here that in all of the attached 
drawings for use in explaining Such embodiments, those 
members with the same functionalities are designated by the 
same reference characters or numerals and any repetitive 
explanation thereof will be eliminated therein. 

Embodiment 1 

0098 FIG. 1 is a diagram showing a perspective view of an 
exterior appearance of a semiconductor device in accordance 
with an embodiment 1 of the present invention: FIG. 2 is a 
diagram showing a plan view (lower Surface side) of the 
semiconductor device; and FIG. 3 depicts a plan view of a 
unitary lead section (details will be described later) of the 
embodiment 1, wherein broken lines indicate a seal region. 
FIG. 4 is across-sectional view of the unit lead section of FIG. 
3 as taken along line A-A. FIG.5 is a sectional view of the unit 
lead section of FIG. 3 taken along line B-B; FIG. 6 is a plan 
view of the semiconductor device of FIG. 1 as partly broken 
to make visible its internal configuration for illustration pur 
poses only: FIG. 7 is a sectional view of the semiconductor 
device of FIG. 6 taken along line C-C; FIG. 8 is a sectional 
view of the semiconductor device of FIG. 6 taken along line 
D-D; and, FIG. 9 is a sectional view of the semiconductor 
device 1 of FIG. 6 taken along line E-E. 
0099. As shown in FIGS. 1 and 2, the semiconductor 
device 1 of the illustrative embodiment 1 is a semiconductor 
device of the areal or “surface mount type which is structur 
ally arranged so that electrical leads 2 for use as external 
connection terminals are partly exposed at outer periphery of 
the semiconductor device on its lower surface side. This semi 
conductor device 1 includes a thin plate that is made of 
copper-or iron-based materials and machined to have a 
desired shape. As shown in FIGS. 3-5, this thin plate has a 
centrally disposed chip Support paddle or die pad (also called 
“tab') 5 that is supported by four suspending leads (referred 
to as tab Suspension leads hereinafter)4 which are integrally 
formed with the “tab'pad 5, and a plurality of leads 2 laid out 
surrounding said tab 5. This thin plate will be referred to as a 
unit lead section 3 hereinafter. 
0100. The lower surface side of said tab suspension leads 
4 (excluding outer end portions) and tab 5 is subjected to 
etching treatment so that the resultant thickness is approxi 
mately half of the thickness of other portions. This processing 
is generally called half-etching treatment. In this-way, the 
unit lead section 3 of the embodiment 1 has on its lower 
Surface side a stepped portion 6 due to such half-etching 
treatment. A semiconductor chip 8 is mounted on an upper 
surface (one principal surface) of the tab 5 of said unit lead 
section 3 as shown in FIGS. 6-8. The semiconductor chip 8 
may include certain integrated circuitry Such as a microcom 
puter, application-specific integrated circuit (ASIC), gate 
array, system large-scale integrated circuit (LSI), memory or 
the like, and a plurality of electrical connection pads 7 made 
of aluminum (Al) or other similar suitable conductive mate 
rials for use as external connection terminals of the integrated 
circuitry. The semiconductor chip 8 is rigidly bonded by 
adhesive 9 such as nonconductive paste or nonconductive 
films with the integrated circuitry facing upwardly. 
0101 Respective pads 7 of this semiconductor chip 8 are 
electrically connected to one principal Surface of said leads 2 
via conductive wires 10 made of gold (Au) or Al or else. Said 
semiconductor chip 8, wires 10, tab 5, tab suspension leads 4 
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and leads 2 (upper Surface portions and side Surface potions) 
are sealed by a sealing resin material 11 including but not 
limited to epoxy resin or silicon resin for the purposes of 
improvement in protectiveness and humidity resistivity. Note 
however that the lower surface portions (the other principal 
surface) of the leads 2 for use as external terminals are 
exposed on the lower side surface side of the semiconductor 
device. 

0102 Those portions sealed by the sealing resin 11 will be 
referred to hereafter as sealed portions 12. As seen from FIG. 
9, a respective one of said leads 2 is specifically fabricated so 
that its upper Surface is greater in area than the exposed lower 
Surface in order to prevent unwanted dropdown detachment 
from the sealed portion 12 thereof. 
0103) In addition, in order to improve the humidity resis 
tivity and also increase the parts mountabilities when mount 
ing the semiconductor device 1 on its associative mount Sub 
strate, the leads 2 as exposed from the semiconductor device 
are Subject to external packaging processing including but not 
limited to soldering metallization using Pb Sn-based sol 
dering processes. 
0104. A thin-film fabricated through external packaging 
processes will be referred to as metallized or metal-plated 
portion 13 hereafter. Said external packaging may also be 
done by metal-plating techniques using Pb free solder mate 
rials such as Sn—Ag or Sn—Zn-based ones. Designing said 
metal-plated portion to have a thickness of about 10 microme 
ters (um) makes it possible for the semiconductor device 1 to 
retain a stand-off from the lower surface of the sealed portion 
12, which corresponds to the thickness of the metal-plated 
portion 13. The plated portion 13 is not depicted in FIGS. 2 
and 4 for purposes of convenience in illustration only. 
0105. In this way, the semiconductor device 1 of this 
embodiment is such that unlike the prior art with its stepped 
portion 6 formed by folding machining (up-set processing), 
the stepped portion 6 is formed by half-etching techniques 
thereby permitting the sealing resin 11 to exist at Such loca 
tions; thus, it becomes possible to seal the tab 5 and tab 
Suspension leads 4 with the sealing resin 11 while at the same 
time realizing the intended thickness-reduced structure, 
which in turn makes it possible to avoid the problem as to the 
degradation of reliability otherwise occurring due to a 
decrease in close contact or adhesiveness as resulted from a 
decrease in contact area between the sealing resin 11 and the 
tab 5. 

010.6 Another advantage of the embodiment is that letting 
the lower surfaces of the leads 2 be exposed from the lower 
Surface of the sealing section 12 of the semiconductor device 
1 for use as external connection terminals makes it possible to 
prevent deformation of leads during carriage and/or mounting 
processes to thereby improve the reliability. In addition, as the 
leads 2 are projected by little degree from the side surfaces of 
the seal section 12, it is possible to achieve miniaturization or 
“shrinkage' of planar size of the semiconductor device 1. 
Additionally, as said leads 2 are arranged so that the upper 
Surface sealed is greater in area than the lower Surface 
exposed, Sufficiently enhanced adhesiveness is obtainable to 
thereby enable retainment of increased reliability, irrespec 
tive of the fact that the effective bonding surface with respect 
to the seal resin 11 consists essentially of the upper and lower 
Surfaces. 

0107. One example of a method of manufacturing the 
above-noted semiconductor device 1 in accordance with the 
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embodiment 1 of the invention will next be explained with 
reference to a flow diagram of FIG. 10 along with FIGS. 11 to 
21 below. 
0108 FIG. 11 is a diagram showing a plan view of a matrix 
lead frame for use in the manufacture of the semiconductor 
device in accordance with said embodiment 1; FIG. 12 shows 
an enlarged plan view (upper Surface side) of a unit Lead 
frame (details will be explained later) of the matrix lead frame 
of FIG. 11; FIG. 13 is an enlarged plan view (lower surface 
side) of the unit lead frame of the matrix lead frame of FIG. 
11, FIG. 14 is a cross-sectional view of the structure of FIG. 
12 as taken along line F-F; and, FIG. 15 is a sectional view of 
the structure of FIG. 12 taken along line G-G. 
0109 The matrix lead frame 14 shown herein is formed 
through patterning of a copper- or iron-based metal plate by 
etching techniques. As shown in FIG. 11, the matrix lead 
frame 14 is arranged so that a specified number of regions 
(referred to hereafter as unit lead frame 15) each correspond 
ing to the Surface area of a single semiconductor device 1 are 
formed thereon here, ten separate equally spaced regions 
consisting of two rows extending in a direction along long 
sides and five columns along short sides, by way of example. 
0110. Additionally formed at the peripheral edges of each 
unit lead frame 15 is slits (referred to hereafter as stress relax 
slits 16) used for relaxation of stress forces as will possibly be 
applied to the matrix lead frame 14 during manufacturing 
processes, with guide pins 17 for use as Supporting and posi 
tion alignment pins during manufacturing being formed 
along the long sides of the matrix lead frame 14. 
0111. As shown in FIGS. 12-13, a tab 5 is centrally dis 
posed over the unit lead frame 15 while being supported by its 
associated four tab Suspension leads 4, wherein a plurality of 
leads 2 are provided at those locations in close proximity to 
the tab 5 in such a manner as to surround the tab 5, these leads 
being supported by the frame. The lower surface side of said 
tab Suspension leads 4 (excluding outer end portions) and tab 
5 is subjected to half-etching treatment so that the resultant 
thickness is about half of the thickness of other portions of the 
unit lead frame 15. 

0112. In this way the unit lead frame 15 of the embodiment 
1 has a stepped portion 6 on its lower Surface side as shown in 
FIGS. 14-15. This stepped portion 6 is not the one that is 
formed at a separate process step (referred to as after- or 
post-treatment hereafter) after completion of patterning using 
either punching or etching methods as in the prior art, but the 
one that permits simultaneous execution of both patterning 
and half-etching at a time; thus, it is possible to reduce costs 
for mass production of the matrix lead frame 14. Additionally 
the matrix lead frame 14 of the embodiment 1 does no longer 
require fold/bend machining processes applied to the matrix 
lead frame after completion of patterning as in the prior art, 
which in turn makes it possible to prevent occurrence of 
problems such as tab displacement/strain defects due to Such 
bend/fold machining. 
0113. An explanation will next be given of a method of 
fabricating the matrix lead frame 14 shown in FIGS. 11-15 
below. 
0114 FIG. 16 is a conceptual diagram showing a method 
of depositing adhesive onto a tab: FIG. 17 is a conceptual 
diagram showing a method of mounting a semiconductor chip 
on the tab., FIG. 18 is a conceptual diagram showing a wire 
bonding method; FIG. 19 is a conceptual diagram showing 
the state in which a metal frame structure Such as metal tool 
and a matrix lead frame have been position-aligned at a resin 
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sealing process step; FIG. 20 is a conceptual diagram show 
ing the State in which the metal tool is clamped at the resin 
sealing step; and, FIG. 21 is a conceptual diagram showing 
the state in which the metal tool is disassembled at the resin 
Sealing step. 
0115 Firstly, as shown in FIG. 10A, make use of an adhe 
sive 9 such as conductive paste or nonconductive paste or 
nonconductive film or else to bond a semiconductor chip 8 to 
eachtab 5 of the matrix lead frame 14. First, as shown in FIG. 
16, deposit the adhesive 9 on each tab5by use of a syringe 18; 
thereafter, as shown in FIG. 17, use a collet 19 to mount the 
semiconductor chip 8 on each tab 5 with the adhesive 9 
deposited thereon. This process step will be referred to as die 
bonding step hereinafter. 
0116. Next, as shown in FIG. 10B, let respective pads 7 of 
the semiconductor chip 8 be electrically connected to corre 
sponding leads 2 by conductive wires 10 made of Au or the 
like. This process begins with a step of rigidly attaching the 
matrix lead frame 14 with the semiconductor chip 8 mounted 
thereon to a bonding stage 20 as heated up to high tempera 
tures as shown in FIG. 18. Then, while retaining the rigid 
fixed state, electrically connect respective pads 7 of the semi 
conductor chip 8 by wires 10 made of Au or else to respective 
leads 2 of a corresponding unit lead frame 15 by using a 
capillary 21. This process will be referred to hereafter as wire 
bonding step. 
0117 Next, as shown in FIG. 10C, use a transfer molding 
method to seal upper Surfaces and sidewall regions of the 
semiconductor chip 8 and wires 10 plus tab 5 along with tab 
Suspension leads 4 (not shown) and leads 2 with a sealing 
resin material 11 including but not limited to epoxy resin or 
silicon resin. This process begins with a step of mounting the 
matrix lead frame 14 with the wire bonding applied thereto at 
a specified position of a lower metal mold tool 22 of transfer 
molding apparatus, thereby tightly clamping its upper metal 
tool 23 and lower metal tool 22 together. The both metal tools 
thus clamped have an inner space (referred to as cavity 24 
hereafter) that is defined at a level corresponding to the mat 
ing Surface thereof, which space permits the semiconductor 
chip 8 and wires 10 plus tab5 along with tab suspension leads 
4 (not shown) and leads 2 (upper. Surface and side Surface 
portions) to be sealed with the sealing resin 11. 
0118. Next, as shown in FIG. 20, while letting the metal 
tools be tightly clamped together, fill the sealing resin 11 into 
each said cavity 24 through a runner 25 and gate 26 which 
define a resin flow path. The seal resin 11 filled attempts to 
flow around the half-etched tab 5 and the stepped portion 6 of 
the lower surface of the tab suspension leads 4 (not shown) 
thereby air-tightly sealing the semiconductor chip 8, wires 
10, tab 5, tab suspension leads 4 (not shown), and leads 2 
(upper Surface portions and side Surface portions). At this 
time the lower surface of said leads 2 and the lower surface of 
the seal section 12 are on substantially the same plane while 
allowing the lower surface of leads 2 to be exposed from the 
lower surface of seal section 12. 

0119) Note here that it will be desirable that outer end 
portions of said leads 2 be projected outwardly from side 
Surfaces of the sealing section 12 in order to facilitate cutting 
at cutting process steps. Thereafter, as shown in FIG. 21, the 
metal tool structure is disassembled. This process will be 
referred to hereafter as resin sealing step. Additionally, 
although the above-noted resin sealing step is illustratively 
designed to employ transfer molding methods, sheet molding 
methodology may alternatively be used for performing resin 
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sealing while letting a thermal resistive sheet be uniformly 
spread covering the Surfaces of the upper metal tool 23 and 
lower metal tool 22 and retaining such state. In this case the 
leads 2 are projected from the seal section 12 by a degree 
corresponding to an amount of sinkage into said sheet. 
0120 Next, as shown in FIG. 10D, execute external pack 
aging of those leads 2 as exposed from the seal section 12 for 
the purposes of improvement in humidity resistivity and also 
improvement of mountability when mounting a semiconduc 
tor device onto a parts mount substrate. Preferably said exter 
nal packaging is done by solder metallization techniques 
using Pb Sn-based solder materials; however, other similar 
techniques may alternatively be employable, including but 
not limited to metallizing methods using Pb-free solders such 
as Sn—Ag-based, Sn—Zn-based ones. Designing said 
metal-plated portion 13 to have a thickness of about 10 per 
mits the semiconductor device 1 to attain stand-off corre 
sponding in dimension to the thickness of the metallized 
portion 13. Hereinafter, this process will be collectively 
called an external packaging process step. 
0121 Next, as shown in FIG. 10E, use a cutting metal 
mold structure (not shown) to cut the matrix lead frame 14 at 
specified positions lying slightly outside of each sealing sec 
tion 12 thereby subdividing it into a plurality of unit lead 
sections 3 (those portions of the unit lead frame 15 with 
frames removed away therefrom) so that the semiconductor 
device 1 shown in FIG. 1 is thus obtained. This process will be 
collectively referred to as cutting step hereinafter. 
0122 Semiconductor devices 1 thus manufactured in the 
way stated Supra are then subjected to a product screening 
delivery inspection/test procedure for separation of good 
products from defective ones, the former will be placed in 
condition for shipment. As apparent from the foregoing, the 
manufacturing method discussed above is free from a need to 
apply any fold/bending machining processes to external ter 
minals of semiconductor devices under manufacture; thus, it 
is possible to make easier process management required 
therefor to thereby increase productivities. Another advan 
tage is that in regard to almost all process steps, currently 
established semiconductor manufacturing apparatus or 
equipment may be employable without requiring any Sub 
stantive modifications, which in turn makes it possible to 
greatly reduce or avoid risks as to new plant investment. 
0123. It should be noted that although in the manufactur 
ing method stated above the external packaging is carried out 
by Solder metallization techniques, the invention should not 
exclusively be limited thereto and may alternatively be modi 
fiable in such a manner that a matrix lead frame 14 may be 
prepared which is such that external packaging treatment 
such as Pd metallization or the like has been applied in 
advance to those lead regions as exposed from semiconductor 
devices. In this case the external packaging process is no 
longer required during the manufacture of the semiconductor 
device 1 whereby the requisite number of process steps may 
be reduced thus increasing productivities accordingly. 
0.124. It should also be noted that although the cutting 
process noted above is done by use of the cutting metal mold 
structure, this may alternatively be modified so that in a way 
similar to the process of dicing semiconductor chips out of a 
wafer, a dicing blade is used to cut into respective unit lead 
sections 3 after having applied a dicing tape onto the lower 
surface of the matrix lead frame 14. In this case, it becomes 
possible to attain the intended cutting at specified locations at 
or near the seal section 12 because of the absence of any 
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structural limitations when compared to the case of cutting by 
using a cutting metal mold tool, thereby narrowing a gap 
distance between adjacent ones of the unit lead frames 15, 
which in turn makes it possible to improve the utilization 
efficiency of the matrix lead frame 14. In addition, since in 
this case the leads 2 are not projected from side surfaces of the 
seal section 12, it is possible for the resultant semiconductor 
device to decrease or 'shrink in planar dimensions in com 
parison with the case of cutting by using the cutting metal 
mold tool. 
0.125. Additionally, although in the above noted manufac 
turing method the matrix lead frame 14 is prepared which has 
its stepped portion 6 as formed by half-etching techniques, 
the invention should not be limited only to this approach and 
may alternatively be modified so that a matrix lead frame 14 
is prepared with its stepped portion 6 being formed through 
coiling patterning techniques. 
0.126 FIG. 22 is a diagram showing a perspective view of 
an exterior appearance showing the state that the semicon 
ductor device in accordance with the embodiment 1 has been 
mounted to a parts mount Substrate, and FIG. 23 is a sectional 
view of the device structure of FIG.22 taken along line H-H. 
To mount this semiconductor device 1 onto the parts mount 
substrate 27, a method is employable which includes the steps 
of coating or “painting a chosen bonding material Such as 
cream solders or the like on leads 28 of the mount substrate 27 
which correspond to those leads 2 on the lower surface of a 
sealing section 12 of the semiconductor device 1, temporarily 
attaching the semiconductor device 1 to the leads 28 of mount 
substrate 27 with the bonding material 29 coated thereon, and 
thereafter performing reflow processes in a heating furnace 
(not shown). 
0127. As shown in FIG. 23, the semiconductor device 1 of 
the embodiment 1 is as thin as 1 mm, or more or less, in height 
when mounted while simultaneously permitting its planar 
dimensions to be significantly Smaller than those packages 
with leads projecting outwardly from lateral sides of a seal 
section, which packages typically include quad flat package 
(QFP) structures, thus enabling achievement of high-density 
mountabilities. It is also possible to prevent occurrence of any 
unwanted electrical shorting between the tab and leads on a 
parts-mount substrate because of the fact that each tab is not 
exposed from the lower Surface of its associated semiconduc 
tor device unlike the prior art. 

Embodiment 2 

I0128 FIG. 24 is a diagram showing a plan view of a 
unitary lead section of an embodiment 2 of the invention. 
Note that broken lines are used in FIG. 24 to indicate a seal 
region. FIG. 25 depicts a cross-sectional view of the unit lead 
section of FIG.24 as take along line I-1; FIG. 26 is a sectional 
view of the unit lead section of FIG. 24 take along line J-J; 
FIG. 27 is a partial see-through-diagram of a semiconductor 
device in accordance with the embodiment 2; and, FIG. 28 is 
a sectional view of the semiconductor device of FIG. 27 taken 
along line K-K. 
0129. A difference of the embodiment 2 from embodiment 
1 is that whereas the embodiment 1 is the structure capable of 
sealing each tab 5 and tab Suspension leads 4 with the sealing 
resin 11 because of the presence of the stepped portion 6 on 
the lower surface side of such tab suspension leads 4 (exclud 
ing outer end portions) and tab 5, the embodiment 2 is 
arranged to have another stepped portion 6 at distal end por 
tions on the tab 5 side of the leads 2 (referred to hereafter as 
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inner end portions 31) in addition to the lower surface side of 
the tab Suspension leads 4 (excluding outer end portions) and 
tab 5, thereby making it possible to seal the inner end portions 
31 of leads 2 in addition to such tab5 and tab suspension leads 
4. The remaining parts of the embodiment 2 are substantially 
the same as those of the embodiment 1; thus, only different 
points will be explained below, and an explanation as to Such 
similar points will be eliminated herein. 
0130. As shown in FIGS. 24 to 26, a unit lead section 3 of 
the embodiment 2 has a centrally located tab 5 that is sup 
ported by four tab suspension leads 4, wherein a plurality of 
leads 2 are provided to surround said tab 5. Said tab suspen 
sion leads 4 (excluding external end portions) and the tab 5 
plus inner end portions 31 of the plurality of leads 2 are 
Subjected to half-etching treatment to have a thickness about 
half of that of the other portions. 
0131 Additionally, in order to prevent accidental contact 
between the leads 2 and tab suspension leads 4, bevel machin 
ing is applied to respective leads 2 lying nearest to the tab 
Suspension leads 4 at their corner edges 32 opposing the tab 
suspension leads 4. As shown in FIGS. 27-28, a semiconduc 
tor chip 8 is mounted and secured on the tab 5 by adhesive 9 
Such as nonconductive paste or nonconductive film or else. 
This semiconductor chip 8 has respective pads 7 which are 
electrically connected to said plurality of leads 2 via conduc 
tive wires 10 made of Au or Al or the like. 

0.132. It is noted that the semiconductor chip 8, wires 10, 
tab 5, tab suspension leads 4 and leads 2 (upper surface 
portions and side Surface portions plus lower Surfaces of inner 
end portions) are sealed by a sealing resin material 11 includ 
ing but not limited to epoxy resin or silicon resin for the 
purposes of improvement in protectiveness and humidity 
resistivity. Note however that the lower surfaces of outer end 
portions 30 of the leads 2 for use as external connection 
terminals are exposed on the lower Surface side of the semi 
conductor device 1. In this way, the semiconductor device 1 of 
the embodiment 2 is arranged so that the inner endportions 31 
of the leads 2 are subjected to half-etching treatment to form 
a stepped portion 6 which is then sealed by the sealing resin 
11, thereby enabling the inner end portions 31 of leads 2 to 
have relatively free shapes. 
0.133 More specifically, the lower surfaces of the leads 2 
as exposed from the seal section 12 are limited in shape to 
those based on standards and regulations of the Electronic 
Industries Association of Japan (EIAJ); however, in regard to 
the leads 2 within the seal section 12, no specific standards are 
present thus making it possible to freely design the shape and 
lead pitch values thereof into optimal ones in a way pursuant 
to the size of semiconductor chip 8 and also the number of 
pads used. 
0134. The embodiment 2 offers similar advantages to 
those of the embodiment 1 in that i) it has the stepped portion 
6 as formed by half-etching treatment, ii) the sealing resin 11 
is capable of being exist at Such location, iii) the lower Sur 
faces of the leads 2 are exposed from the lower surface of the 
semiconductor device 1 for use as external connect terminals, 
and iv) the leads 2 are projected by a very little amount from 
side Surfaces of the seal section 12; in addition, regarding the 
inner end portions 31 of the leads 2, it is possible to appro 
priately design the shape and lead pitch values thereof into 
optimal ones in a way pursuant to the size of semiconductor 
chip 8 and also the number of pads because of the fact that the 
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stepped portion 6 is formed by half-etching techniques on the 
lower surfaces of the inner end portions of leads 2 and is then 
sealed by the seal resin 11. 

Embodiment 3 

0.135 FIG. 31 is a diagram showing a plan view of an 
exemplary semiconductor device in accordance with an 
embodiment 3 of the present invention while letting a sealing 
section be partly broken to make visible its internal configu 
ration for illustration purposes only: FIG. 32 depicts a cross 
sectional view of the semiconductor device shown in FIG. 31 
as taken along line L-L; FIG. 33 is a process flow diagram 
showing an example of the procedure for assembly of the 
semiconductor device shown in FIG.31; and, FIGS.34A-34E 
are sectional flow diagrams showing an exemplary structure 
per main process step in the assembly of the semiconductor 
device shown in FIG. 31. 
0.136. The semiconductor device of the embodiment 3 is 
generally similar to the semiconductor device as set forth in 
conjunction with the embodiment 2 discussed above, and is a 
quad flat non-leaded (QFN) package 49 of the peripheral type 
with a plurality of leads 2 being disposed at the periphery of 
a back Surface 12a of its sealing section 12 (semiconductor 
device mounting Surface side). 
0.137 Accordingly, only characteristic portions of the 
QFN package 49 will be explained here, and any explanation 
as to the same portions as those of the embodiment 2 will be 
eliminated. 
I0138. The QFN package 49 is structurally arranged to 
include a tab 5 Supporting thereon a semiconductor chip 8, a 
sealing member 12 with the semiconductor chip 8 sealed by 
resin, tab suspension leads 4 for support of the tab 5, a plu 
rality of leads 2 which are disposed around the tab 5 and 
exposed to a back surface 12a of the sealing member 12 while 
having a thickness-increased portion 2a and thickness-re 
duced portion 2b thinner than the portion 2a for formation of 
a stepped portion with respect to a thickness direction, wires 
10 which are connecting members for electrical connection 
between bonding pads (electrodes) 7 of the semiconductor 
chip 8 and those leads 2 corresponding thereto, and an adhe 
sive 9 such as silver paste for use in bonding the semiconduc 
tor chip 8 and tab 5 together. 
0.139 More specifically, in the QFN package 49 shown in 
FIGS. 31-32, the thickness-increased or “thick” portion 2a 
and thickness-reduced or “thin” portion 2b are provided at a 
respective one of the leads 2 disposed at the periphery of the 
back surface 12a of sealing member 12 whereby the thick 
portion 2a of such lead 2 is exposed to the periphery of the 
back Surface 12a of sealing member 12 while causing the thin 
portion 2b to be covered or coated with a sealing resin mate 
rial 11. 
0140. In short, the leads 2 are each formed to provide the 
thin portion 2b that is less in thickness than the thick portion 
2a, wherein one of them i.e. thickportion2b to which a wire 
10 is to-be-connected is buried in the sealing member 12 to 
function as an inner lead whereas the other, i.e. thick portion 
2a, has its Surface exposed to the back Surface 12a of Such 
sealing member 12, which is for use as a to-be-connected 
portion 2c functioning as an outer lead. 
0.141. Additionally in the QFN package 49, the tab 5 is 
Supported by the tab Suspension leads 4, and, as shown in FIG. 
37 regarding the embodiment 4 as described below, the tab 
Suspension leads 4 are designed to have a Support portion 4a 
Supporting the tab 5 and more than one exposed portion 4b 
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that is coupled thereto and is exposed to the back surface 12a 
of the sealing member 12, wherein the Support portion 4a is 
formed to be thinner than the exposed portion 4b. 
0142. In addition, these plurality oftab suspension leads 4 
are coupled together via the tab 5, and the exposed portion 4b 
oftab Suspension leads 4 is the same in thickness as the thick 
portion 2a of leads 2. 
0143 Specifically, a respective one of the plurality of tab 
Suspension leads 4 consists essentially of a Support section 4a 
that is coupled to the tab 5 and is substantially the same in 
thickness as this tab 5 and more than one exposed portion 4b 
that is coupled to this support section 4a and is greater in 
thickness than the Support section 4a while causing the plu 
rality of tab Suspension leads 4 to be integrally coupled 
together via the tab 5. Accordingly, the tab Suspension leads 4 
are each provided with a step-like level difference due to the 
presence of Such thick portion (exposed section 4b) and thin 
portion (Support section 4a) with the plurality of tab Suspen 
sion leads 4 being linked together via the tab 5. 
0144. Whereby, the support section 4a at the tab suspen 
sion leads 4 is buried or embedded within the sealing member 
12 whereas the exposed section 4b is exposed at corner end 
portions of the back surface 12a of the sealing member 12. 
0145. It should be noted that fabrication of a step-like 
difference due to the presence of the thick portion 2a and thin 
portion 2b at leads 2 of QFN package 49 (patterning for 
formation of thick portion 2b) and fabrication of a step-like 
difference due to the Support section 4a and exposed sections 
4b at tab suspension leads 4 (patterning for formation of 
Support section 4a) may be performed by etching techniques 
(e.g. half-etching treatment) as in an embodiment 11, to be 
described later in the description, or alternatively by press 
machining Such as coiling process as in Such later-discussed 
embodiment 11, by way of example. 
014.6 An explanation will next be given of an assembly 
method of the QFN package 49 with reference to a process 
flow diagram shown in FIG. 33 along with sectional flow 
diagrams shown in FIG. 34. 
0147 Firstly, prepare a matrix lead frame 14 (see FIG. 11) 
which is a lead frame comprising a tab 5 capable of Support 
ing a semiconductor chip 8, tab Suspension leads 4 having a 
Support section 4a Supporting the tab 5 and more than one 
exposed section 4b that is coupled to the Support section 4a 
and is greater in thickness than Support section 4a, a plurality 
of leads 2 as laid out around the tab 5 with a thick portion 2a 
and thin portion 2b thinner than portion 2a for formation of a 
step-like difference or stepped portion with respect to the 
thickness direction (at step 51). 
0148 Subsequently, after having coated or “painted an 
adhesive 9, adhere the tab 5 and semiconductor chip 8 
togetheras shown in FIG.34A. More specifically, perform die 
bonding for fixation of the semiconductor chip 8 to the tab 5 
via the adhesive 9 as coated on the tab 5 (step 52). 
0149 Further, as shown in FIG. 34B, perform wire bond 
ing as shown at step S3 for connection between pads 7 of the 
semiconductor chip 8 and their corresponding leads 2 by use 
of wires 10 that are employed as interconnect members. 
0150. Here, use wire bonding techniques to connect the 
pads 7 of semiconductor chip 8 to thin portions 2b of corre 
sponding leads 2 via wires 10 made of gold or else. 
0151. Thereafter, perform molding as shown at step S4 
thereby forming a sealing member 12 as shown in FIG. 34C. 
0152. During said bolding, the semiconductor chip 8 is 
resin-molded by a method including the steps of covering 
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both the thin portions 2b of leads 2 and the support section 4a 
of tab Suspension leads 4 with a sealing resin material 11 
while letting such seal resin 11 flow onto a, surface (referred 
to hereafter as back surface 5b) on the opposite side to a chip 
support surface 5a of the tab 5, with the thick portions 2a of 
the plurality of leads 2 and the exposed portions 4b of tab 
Suspension leads 4 being disposed at the periphery on the 
back surface 12a. 

0153. Whereby, the semiconductor chip 8 and wires 10 
along with the tab 5 and Support section 4a Supporting the tab 
5 plus the thin portions 2b of leads 2 are buried in the sealing 
member 12. 

0154 Thereafter, as shown in FIG. 34D, apply external 
packaging processing to the leads 2 that are exposed on the 
back surface 12a of the sealing member 12 for the purpose of 
improvement in mountability when mounting the QFN pack 
age 49 on a mount substrate 27 (see FIG. 23). This makes it 
possible to insure the stand-off corresponding to the thickness 
of a metallized portion(s) 13. Note here that although said 
external packaging is preferably done by solder metallization 
techniques using Pb-Sn-based solders, other metallization 
methods using Pb-free solders such as Sn—Ag or Sn—Zn 
based soldering materials may also be employable when the 
need arises. 

O155 
0156 Here, subdivide the tab suspension leads 4 into por 
tions at the exposed portions 4b of tab Suspension leads 4 
while substantially simultaneously separating the plurality of 
leads 2 from a frame section 14a of the matrix lead frame 14 
(lead frame), thus completing the QFN package 49 as shown 
in FIG. 34E (at step S6). 
(O157. In accordance with the QFN package 49 of the 
embodiment 3 and its manufacturing method stated Supra, it 
is possible, by providing the step-like difference, i.e. the thick 
portion 2b and thin portion 2a, at the leads 2 while letting the 
thin portion2b be embedded within the sealing member 12, to 
prevent accidental dropdown detachment of leads 2 from the 
sealing member 12 in a direction along the height of the QFN 
package, which in turn makes it possible to prevent unwanted 
pull-out or discomposition of Such leads 2 from the sealing 
member 12. 

0158. In addition, it is possible to set metal mold's clamp 
planes at the same Surface level during molding, because of 
the fact that the exposed sections 4b which are exposed por 
tions of the tab Suspension leads 4 and the thick portions 2a 
which are exposed portions of the leads 2 are formed to have 
the same thickness. 

0159 More specifically, in cases where the exposed por 
tions of the tab Suspension leads 4 (exposed portions 4b) and 
exposed portions of the leads (thickportions 2a) are different 
in thickness from each other, the sealing resin material 11 can 
flow into the thinner part side resulting in occurrence of a 
need to cut both metals and resin (sealing resin 11) together at 
a lead cut process step thus leading to risks of creation of 
defects; on the contrary, if the exposed portions 4b of tab 
Suspension leads 4 and the thick portions 2a of leads 2 are 
formed to have the same thickness then the sealing resin 11 
will no longer be disposed at cutting locations, which in turn 
makes it possible to facilitate smooth effectuation of the 
intended lead cutting processes. 
0160 Thus, it is possible to suppress creation of defects 
during lead cutting processes. 

Thereafter, cutting is done as shown at step 55. 
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Embodiment 4 

0161 FIG. 35 is a diagram showing a perspective view of 
an exterior appearance of an exemplary structure of a semi 
conductor device in accordance with an embodiment 4 of the 
invention; FIG. 36 shows a bottom view of the structure of the 
semiconductor device shown in FIG. 35. FIG. 37 is a cross 
sectional view of the semiconductor device shown in FIG.35 
taken along line M-M; FIG. 38 is a sectional view of the 
semiconductor device shown in FIG.35 taken along line N-N: 
and FIG. 39 is a partial sectional view of one exemplary state 
at a wire-bonding process step during assembly of the semi 
conductor device shown in FIG. 35. 
0162 The semiconductor device of the embodiment 4 is a 
QFN package 50 that is essentially similar to the semicon 
ductor device as has been explained in conjunction with the 
embodiment 3 above. 
0163. One significant feature of the QFN package 50 
shown in FIGS. 35-38 is that a plurality of tab suspension 
leads 4 has a Support section 4a for use in Supporting a tab 5 
and also exposed portions 4b that are coupled thereto and 
exposed to the back Surface 12a of a sealing member 12, 
wherein the support section 4a is formed so that it is thinner 
than the exposed portions 4b while causing said tab Suspen 
sion leads 4 be coupled together via the tab 5. 
0164 More specifically, as shown in FIG. 37, the tab sus 
pension leads 4 are designed so that these are integrally 
coupled together via the tab 5 while causing the support 
section 4a of relatively reduced thickness and exposed por 
tions 4b of relatively increased thickness to be formed in the 
tab Suspension leads 4, wherein the exposed portions 4b 
which are thick portions in the tab Suspension leads 4 are 
disposed at four corner edge portions of the back Surface 12a 
of the sealing member 12 as shown in FIG. 36, 
0.165. With such an arrangement, the support section 4a in 
the tab Suspension leads 4 is covered by a sealing resin mate 
rial 11 while simultaneously permitting the exposed portions 
4b to be disposed at the corner edge portions of the back 
surface 12a of the sealing member 12. 
0166 In addition, as shown in FIG. 37, a chip support 
surface 5a of the tab 5 and chip mount side surfaces 4c of the 
tab Suspension leads 4 are formed on the same flat plane. 
(0167 To be brief, the QFN package 50 of this embodiment 
4 is for minimization of exposure of the tab Suspension leads 
4 to the pack surface 12a of sealing member 12 to thereby 
prevent undesired electrical shorting between Such-tab Sus 
pension leads 4 and neighboring leads 2 associated therewith 
during mounting of a parts mount Substrate; to this end, this 
embodiment is arranged so that the remaining portions (Sup 
port portion 4a) of the tab suspension leads 4 other than the 
exposed portions 4b as exposed to the corner edges of the 
sealing member 12 are buried or embedded within the sealing 
member 12. 
0168 Accordingly, the exposed portions 4b that are thick 
portions in the tab Suspension leads 4 come to have those 
portions at which any sealing resin 11 is not disposed and 
which consists of only metals—here, the tab Suspension leads 
4 will later be subject to lead cutting processes. 
0169. Additionally, the support section 4a of tab suspen 
sion leads 4 is formed to be less in thickness than the exposed 
portions 4b by using either etching techniques (half-etching 
treatment) or press machining Such as coiling methods, rather 
than by using tab-up processing through bend machining, to 
thereby ensure that the support surface 5a of the tab 5 and the 
chip mount side Surfaces 4c of the tab Suspension leads 4 are 
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formed on the same flat plane; thus, the tab 5 and the support 
section 4a of tab Suspension leads 4 are formed to have the 
same thickness as shown in FIG. 37. 
0170. One example is that when the exposed portions 4b of 
tab Suspension leads 4 measure approximately 0.2 mm in 
thickness, the tab 5 and the support section 4a which is the 
same in thickness as tab 5 have a thickness ranging from about 
0.08 to 0:1 mm (cutaway amount is 0.1 to 0.12 mm). 
0171 Additionally, as shown in FIG.38, the tab 5 support 
ing thereon a semiconductor chip 8 is formed so that it is 
smaller in size than the semiconductor chip 8. In other words 
the QFN package 50 is the one of small size tab structure. 
(0172 Accordingly, with the QFN package 50, the tab 5 
and the semiconductor chip 8 are rigidly secured (die 
bonded) together by adhesive 9 such as silver paste at speci 
fied portions (positions) lying inside of bonding pads 7 of the 
semiconductor chip 8. 
0173 It thus becomes possible during wire bonding to 
reliably support the periphery of a back surface 8b (the oppo 
site surface to a principal Surface 8a on which semiconductor 
integrated circuitry is fabricated) of the semiconductor chip 8 
by a bonding stage 20 as shown in FIG. 39. 
0.174. Additionally a manufacturing method of the QFN 
package 50 of the embodiment 4 is substantially the same as 
that of the QFN package 49 of the embodiment 3, except that 
when letting a semiconductor chip 8 be adhered to its asso 
ciated tab 5 at the die bonding process step, the semiconduc 
tor chip 8 is brought into contact with the tab 5 at locations 
(regions) inside of its pads 7. 
0.175. Furthermore, when performing braking (cutting) of 
tab Suspension leads 4 at the lead cutting step, only metal 
portions that do not contain any sealing resin 11 are to be 
broken at the exposed portions 4b of Such tab Suspension 
leads 4. 
(0176). In accordance with the QFN package 50 of the 
embodiment 4, letting the support section 4a of the tab5 at the 
tab suspension leads 4 be formed thinner than the exposed 
portions 4b makes it possible to Successfully permit the Sup 
port section 4a to be covered with the sealing resin 11 for 
embedment in the sealing member 12; thus, it is possible to 
achieve the intended device structure with the exposed por 
tions 4b being exposed only at the corner edges on the back 
surface 12a of the sealing member 12. 
0177. Whereby, it becomes possible to form an increased 
clearance between the exposed portions 4b of the tab suspen 
sion leads 4 and their neighboring leads 2 on the back Surface 
12a of the sealing member 12 while at the same time prevent 
ing electrical shorting otherwise occurring when mounting 
the QFN package 50 (semiconductor device) on the parts 
mount substrate 27 (see FIG. 23) because of the fact that the 
tab 5 is buried within the sealing member 12. 
0.178 Another advantage is that since the sealing resin 11 

is no longer disposed at the exposed portions 4b due to the fact 
that the exposed portions 4b are thicker than the support 
section 4a at the tab Suspension leads 4, it becomes possible 
to ensure that only those metals of exposed portions 4b which 
contain none of the sealing resin 11 are cut away during 
cutting of the tab Suspension leads 4, thereby preventing 
creation of any possible nick or gouge defects, which in turn 
makes it possible to improve the cutting performance at tab 
Suspension lead cutting process steps. 
0179 Still another advantage lies in an ability to improve 
the surface flatness of the tab 5 per se due to the fact that the 
jointing of the plurality of tab suspension leads 4 via the tab 5 
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permits the tab 5 to be integrally coupled with the tab suspen 
sion leads 4 while allowing them to be formed of a well 
planarized plane coupled with the chip mount side Surface 
thereof. 
0180. As a result, it is possible to greatly facilitate the 
mounting of the semiconductor chip 8 onto the tab 5 during 
bonding processes while simultaneously improving the 
resultant chip adhesiveness. 
0181. A further advantage is that letting the tab 5 and 
semiconductor chip 8 be contacted together at inside loca 
tions than the pads 7 of semiconductor chip 8 makes it pos 
sible to Support by the bonding stage 20 those portions in 
close proximity to the ends of the back surface Bb of semi 
conductor chip 8. 
0182. It is thus possible to apply appropriate ultrasonic 
waves and/or heat to the bonding wires 10 during wire bond 
ing processes, thereby improving the reliability and adhesive 
ness of Such wire bonding. 

Embodiment 5 

0183 FIG. 40 is a diagram showing a partial plan view of 
one example of the resultant structure when completion of 
molding in a semiconductor device in accordance with an 
embodiment 5 of the instant invention, which structure is 
partly broken to visualize its internal configuration for illus 
tration purposes only, FIG. 41 depicts a cross-sectional view 
of the semiconductor device shown in FIG. 40 as taken along 
line P-P: FIG. 42 is a partial plan view of an exemplary lead 
frame structure for use during assembly of the semiconductor 
device shown in FIG. 40; FIG. 43 is an enlarged partial 
sectional view of a structure of part “T” of FIG. 41; FIG. 44 is 
an enlarged partial sectional view for showing an exemplary 
lead cutting method at the part T of FIG. 41; FIG. 45 is a 
diagram showing a lead structure of part “Q' of FIG. 40. 
wherein FIG. 45A is a bottom view, FIG. 45B is a plan view, 
FIG. 45C is a sectional view of a groove section, FIG. 45D is 
a sectional view along line U-U of FIG. 45B, FIG. 45E is a 
sectional view along line V-V of FIG. 45B; and, FIG. 46 is a 
plan view of one possible modified example of the lead struc 
ture of part Q of FIG. 40. 
0184 Regarding the embodiment 5, an explanation will be 
given of the shape of leads 2 at the QFN package 50 or the like 
as has been explained in conjunction with the embodiment 4. 
along with effects and advantages thereof. 
0185. Note that FIG. 40 depicts an inside structure of a 
sealing member 12 at the termination of a molding process 
while presenting it in a manner as seen transparently through 
the sealing member 12 and semiconductor chip 8 for illustra 
tion purposes only. 
0186. In addition, a tab 5 shown in FIG. 40 is of the 
cross-type small tab structure (wherein the tab 5 is smaller in 
size than the semiconductor chip 8). 
0187. In the semiconductor device of the embodiment 5, a 
respective one of the plurality of leads 2 has a to-be-con 
nected portion 2c as exposed to the periphery of a back 
Surface 12a of the sealing member 12 and a thickness reduced 
or “thin’ portion2b as formed at an end on the tab 5 side to be 
thinner than to-be-connected portion 2c, wherein each lead 2 
is provided with an inner groove portion (groove) 2e and outer 
groove portion (groove) 2f in a specified Surface of the to-be 
connected portion 2c (this surface will be referred to as a wire 
bonding surface 2d hereinafter) on the opposite side to the 
exposed side as disposed within the sealing member 12. 
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0188 Note here that the pads 7 of semiconductor chip 8 
are connected by wires 10 to wire bonding surfaces 2d of 
to-be-connected portions 2c of those leads 2 corresponding 
thereto while causing the thin portions 2b of such leads 2 to be 
covered by a sealing resin material 11 with the wires 10 being 
bonded to the to-be-connected portions 2c between the outer 
grooves 2f and inner grooves 2e. 
(0189 Here, the thin portions 2b of the leads 2 of the 
embodiment 5 are formed into a knife-edge or “sword tip'- 
like shape to permit its tab side end to slightly project toward 
the tab 5, which shape may be fabricated through etching 
treatment (half-etching patterning) and/or press machining 
Such as coiling. An exemplary amount of such projection may 
range from about 50 to 150 lum. Use of such thin portions 2b 
makes it possible to prevent dropdown detachment of leads 2 
in a direction along the height of QFN package. 
(0190. To be brief, it is possible to achieve prevention of 
pull-out of the leads 2 toward the QFN height direction. 
0191 In addition, the inner grooves 2e as provided in the 
wire bond surfaces 2d of the leads 2 are for use as markings 
indicative of bonding points during wire bonding. Accord 
ingly, by forming such inner grooves 2e in the wire bonding 
Surfaces 2d of leads 2 in specified regions lying outside of the 
thin portions 2b, it becomes possible to prevent the wires 10 
from being bonded at such thin portions 2b. 
0.192 It should be noted that as the inner grooves 2e are the 
grooves acting as the bonding point marks, the size thereof is 
Smaller than that of outer grooves 2fas shown in FIG. 45. 
0.193) On the other hand, the outer grooves 2fare the 
locations for receival of cutting stress forces during cutting of 
the leads 2; during lead cutting as shown in FIG. 44, let any 
possible cutting stress forces be concentrated to these outer 
grooves 2f to ensure that no such forces are hardly applied to 
bonding portions of the wires 10. 
0194 Furthermore, the outer grooves 2fare the ones for 
use in blocking a flow of hot-melt metals for metallization on 
the wire bonding surfaces 2d of the leads 2 during formation 
of a metallized layer 21 such as at a wire bonding silver 
metallization step as shown in FIG. 43. 
0.195. In short, it is possible to permit the groove shape 
resulting from the presence of outer grooves 2f to be greaterin 
absolute distance than flat surfaces; thus, it becomes possible 
to increase the leak pass length when forming said metallized 
part, thereby enabling prevention of any unwanted flow of 
melted metals used therefor. 

0196. Furthermore, as it is possible to permit the groove 
shape due to the outer grooves 2f to be greater in absolute 
distance than flat surfaces, it is also possible to prevent 
immersion or “invasion' of water component into the sealing 
member 12. 

(0197). Additionally, as shown in FIG. 45B, the outer 
grooves 2fare formed so that these are greater in size than the 
inner grooves 2e. This makes it possible to reliably perform 
both prevention of unwanted concentration of stress forces 
during lead cutting and also undesired metal flowage during 
metallization processes. 
0198 Note however that the dimensions and shape of the 
outer grooves 2fandinner grooves 2e should not be limited to 
those discussed above and may alternatively be modified so 
that the both of them have an elliptical shape of the same size 
as shown in FIG. 46, by way of example. 
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(0199. In addition, as shown in FIGS. 45D and 45E the 
leads 2 are such that each is provided on its side surfaces with 
knife edge portions 2g which are projected by little toward the 
width direction thereof. 
0200 Use of such knife edge portions 2g makes it possible 
to prevent the leads 2 from attempting to drop down in a 
direction along the height of QFN package. In other words, it 
is possible to prevent pull-out detachment of such leads 2 
toward the QFN height direction. 
0201 Further, provision of the inner grooves 2e and outer 
grooves 2f in the wire bonding Surfaces 2d of leads 2 permits 
the sealing resin material 11 to enter and fill the both groove 
portions; thus, it is possible to prevent unwanted dropdown 
detachment of the leads 2 in the elongate direction thereof 
(QFN horizontal direction at right angles to the QFN height 
direction). In short, it is possible to prevent pullout of the 
leads 2 toward the extending direction thereof. 
0202. It should be noted that in accordance with a method 
of manufacturing the semiconductor device of the embodi 
ment 5, the pads 7 of semiconductor chip 8 are connected by 
wires 10 to specified portions lying between the inner grooves 
2e and outer grooves 2fat the to-be-connected portions 2c of 
leads 2 as shown in FIG. 41 when connecting by wire bonding 
techniques the pads 7 of semiconductor chip 8 to the to-be 
connected portion 2c of corresponding leads 2 during a wire 
bonding process. 
0203 Also note that regarding the inner grooves 2e and 
outer grooves 2f both of them will not necessarily provided at 
a time and either one of them may be employed on a case-by 
case basis. 
0204 One example is that only the outer groove 2f which 

is a single groove may be provided in the wire bonding 
surface 2d of a lead 2; if this is the case, a wire 10 will be 
bonded for electrical connection to its associated to-be-con 
nected portion 2c at an inside location relative to the outer 
groove 2f 
0205 Whereby, it is possible to prevent concentration of 
stress forces during lead cutting while simultaneously elimi 
nating any irregular metal flowage during metallization pro 
cesses in the same way as that stated Supra. 
0206 Note that only the inner groove 2e which is a single 
groove may be provided in the wire bonding Surface 2d of a 
lead 2; in such case, a wire 10 will be bonded to a to-be 
connected portion 2c at partlying outside of the inner groove 
2e. 
0207. This in turn makes it possible to perform the 
intended wire bonding at an appropriate location with the 
inner groove 2e being used as a bonding point marking during 
wire bonding. 

Embodiment 6 

0208 FIG. 47 is a diagram showing an enlarged partial 
plan view of a structure of part “R” of FIG. 40, which has been 
explained in conjunction with the embodiment 5 above. 
0209 Regarding the embodiment 6 also, an explanation 
will be given of the shape of leads 2 at the QFN package 50 or 
the like as has been explained in conjunction with the embodi 
ment 4 along with effects and advantages thereof, in a similar 
way to the embodiment 5. 
0210. The embodiment 6 is directed to a case where cer 
tain leads 2 of the plurality of leads 2 which are disposed 
neighboring a tab Suspension lead 4 and placed on the oppo 
site sides thereof are taken up, wherein a tapered section 
(cutaway portion) 2h is provided at a selected distal end of 

Sep. 22, 2016 

each lead 2 opposing the tab Suspension lead 4 for formation 
of a gap 2i lying between the lead 2 and tab Suspension lead 4 
and extending along this lead 4. 
0211. This taper section 2h is a cutaway portion for for 
mation of the gap 2i as required for effectuation of necessary 
processes when forming a lead pattern by etching treatment 
or press machining techniques—for example, a gap of about 
80% of a lead plate thickness will be required for patterning 
purposes. 
0212. In particular, when the layout density of those leads 
2 as disposed between tab Suspension leads increases as a 
result of an increase in requisite number of pins used, the tab 
Suspension lead side distal end of a lead 2 neighboring a tab 
Suspension lead 4 comes closer to the tab Suspension lead 4 so 
that it will become impossible or at least greatly difficult to 
perform the intended patterning of such tab Suspension lead 4 
or alternatively its neighboring lead 2. 
0213. Accordingly, by providing the taper section (cut 
away portion) 2h for formation of the gap 2i at the tab Sus 
pension lead side distal end portion of the lead 2 in close 
proximity in position to the tab Suspension lead 4, it becomes 
possible to fabricate any intended lead pattern of those leads 
2 as disposed adjacent to tab Suspension leads 4 while at the 
same time making it possible to cope with an increase in 
requisite number of pins used. 

Embodiment 7 

0214 FIG. 48 is a diagram showing a structure of part “S” 
of FIG. 40 as has been explained in conjunction with the 
embodiment 5, wherein FIG. 48A is an enlarged partial plan 
view whereas FIG. 48B is a sectional view of FIG. 48A as 
taken along line X-X; and FIG. 49 is a diagram showing a 
structure of part “W of FIG. 48A, wherein FIG. 49A is an 
enlarged partial plan view and FIG. 49B is a groove sectional 
view of FIG. 49A. 

0215. In regard to the embodiment 7, an explanation will 
be given of the shape of leads 2 at the QFN package 50 or the 
like as has been explained in conjunction with the embodi 
ment 4, along with effects and advantages thereof. 
0216. The embodiment 7 is directed to a case where the 
plurality of (four) tab Suspension leads 4 for use in Supporting 
a tab5 are designed so that each of the tab suspension leads 4 
comprises an exposed portion 4b as exposed to an end portion 
of a back Surface 12a of a sealing member 12 and a groove 
portion 4d which is a thickness-reduced or “thin” portion 
bridging between the inside and outside of a molding line 12b 
(outer periphery) of the sealing member 12. 
0217 Note here that a molding metal frame structure's 
gate 26 (see FIG. 19) is formed at a nearby location corre 
sponding to the mold line 12b of the tab suspension leads 4: 
accordingly, a sealing resin material 11 is formed to have an 
increased thickness at or near Such location resulting in that 
the tab Suspension leads 4 are cut in a way that resembles 
breaking (pull-put destruction) at lead cutting process steps. 
0218. Accordingly this groove 4d is a notch (cutaway) for 
permitting concentration of stress forces to thereby ensure 
that the breaking (cutting) of the tab Suspension leads 4 is 
readily done during lead cutting processes, which notch is 
formed at a preselected location corresponding to the mold 
line 12b of the sealing member 12 of the tab suspension leads 
4 (region linking between the inside and outside of the mold 
line 12b) for giving a chance during breaking of the tab 
Suspension leads. 
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0219. Further, as shown in FIGS. 48A and 48B, the groove 
4d is formed in the exposure side Surface of a tab Suspension 
lead 4 lying on the opposite side to a chip mount side Surface 
4c thereof. 
0220. In other words the groove 4d is formed in the surface 
of tab Suspension lead 4 corresponding to the back Surface 
12a side (back side) of the sealing member 12. 
0221) Whereby, it is possible to prevent the sealing resin 
11 from attempting to enter the interior of the groove 4d, 
which in turn makes it possible to preclude creation of nick 
defects otherwise occurring due to floating of resin (sealing 
resin 11) junk components and also punching abrasion due to 
resin cutting. 
0222. It is thus possible to achieve longer lifetime of a lead 
cutting punch 54 (see FIG. 44). 
0223. In addition, as shown in FIGS. 49A and 49B, the 
groove 4d is formed into an elliptical shape that is lengthened 
in the elongate direction of a tab Suspension lead 4, and 
further is surrounded by a sidewall 4e. 
0224. This is as a result of taking into consideration any 
possible deviation of the formation position of a sealing mem 
ber 12 during molding, and is also for making Sure that the 
groove 4d exactly overlies the mold line 12b by fabrication of 
the groove 4d into an elliptical shape as lengthened in the 
elongate direction of tab suspension lead 4 (by letting CD-EF 
as shown in FIG. 49A, obtain along narrow circular shape in 
the lead extension direction). 
0225. Further, by forming the sidewall 4e (JK) shown in 
FIG. 49A on the both sides of such elliptically shaped groove 
4d in the lead width direction, it is possible to prevent gen 
eration of chance inhibition at the time of cutting leads due to 
entrance or “invasion' of resin wastage into the groove 4d. 
0226 Furthermore, as it is possible by the presence of the 
sidewall 4e to prevent invasion of resin wastage into the 
groove 4d, it becomes possible to prevent unwanted creation 
of nick defects due to resin wastage floating and also punch 
ing abrasion due to resin cutting, in the same way as has been 
stated previously. 
0227. It should be noted that in accordance with a method 
of manufacturing the semiconductor device of the embodi 
ment 7, the sealing member 12 is fabricated through resin 
molding processes while letting the groove 4d of tab Suspen 
sion lead 4 correspond to the mold line 12b (outer periphery) 
of the sealing member 12 at a molding process step. 
0228. More specifically the sealing member 12 is formed 
to ensure that the ellipse-shaped groove 4d at the tab Suspen 
sion lead 4 is disposed bridging between the inside and out 
side of the mold line 12b. 
0229. With such an arrangement, it is possible by the pres 
ence of Such groove 4d to give a chance to lead breaking 
destruction during lead cutting (breaking). 

Embodiment 8 

0230 FIG. 50 is a diagram showing an exemplary struc 
ture of a semiconductor device inaccordance with an embodi 
ment 8 of this invention, wherein FIG. 50A is a plan view, 
FIG.50B is a side view, and FIG. 50C is a bottom view; and 
FIG. 51 is an enlarged partial bottom view of a structure of 
part “Y” of FIG. 50C. 
0231. In the embodiment 8, an explanation will be given of 
a relation between the length of a to-be-connected portion 2c 
of a lead 2 in a QFN package 51 shown in FIGS.50A-50C that 
is similar to the QFN package 50 as set forth previously in 
conjunction with the embodiment 4, which portion 2c is 
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exposed to the periphery of the back Surface 12a of a sealing 
member 12, and the length of an exposed portion 4b of a tab 
Suspension lead 4 as exposed to a corner edge portion of the 
back surface 12a of the sealing member 12, along with effects 
and advantages thereof. 
0232. The embodiment 8 is the case where the length of 
the exposed portion 4b oftab Suspension lead 4 in its elongate 
direction is formed to be shorter than the length of the to-be 
connected portion 2c of lead 2 in the elongate direction 
thereof. 
0233 More specifically, let the length (LX) of the exposed 
portion 4b oftab Suspension lead 4 be maximally shortened as 
shown in FIG. 51. This is for prevention of an increase in 
possibility of creation of electrical shorting when mounting a 
parts-mount Substrate, which can occur due to approaching in 
distance of the exposed portion 4b of tab Suspension lead 4 
toward its associative leads 2 as adjacently disposed on the 
opposite side thereof in cases where the requisite number of 
leads is increased in those packages of the same size. 
0234. Accordingly, let the length (LX) of the exposed 
portion 4b of tab suspension lead 4 be formed so that it is 
shorter than the length (LP) of the to-be-connected portion 2c 
of lead 2 (LX-LP). Furthermore, it will be preferable that a 
relation of a distance (LY) between the to-be-connected por 
tion 2c of a lead 2 neighboring the tab Suspension lead 4 and 
the exposed portion 4b of Such tab Suspension lead 4 versus a 
distance (12) between neighboring leads be designed to sat 
isfy (LY)(12). 
0235. With such an arrangement, it is possible to prevent 
electrical shorting (bridging) otherwise occurring due to the 
presence of any residual solder materials when mounting a 
parts-mount substrate of the QFN package 51. 

Embodiment 9 

0236 FIG. 52 is a diagram showing a partial plan view of 
an exemplary structure of a semiconductor device in accor 
dance with an embodiment 9 of the invention as obtained at 
termination of molding, the structure having an internal con 
figuration as seen through a seal section thereof FIG. 53 is a 
cross-sectional view of the semiconductor device shown in 
FIG.52 as taken along line Z-Z: FIG. 54 is an enlarged partial 
sectional view of a structure of the device at part “AB of FIG. 
53; and FIG.55 is an enlarged partial sectional view diagram 
showing one example of a method of cutting leads at the part 
AB of FIG 53. 
0237. In the embodiment 9, an explanation will be given of 
the shape of leads 2 in a semiconductor device that comprises 
a plurality of leads 2 having extension portions 2i that extend 
toward the center of a tab 5 or its nearby part and are disposed 
in close proximity thereto, along with effects and, advantages 
thereof. 
0238. Note that FIG. 52 is the one that depicts an inside 
structure of a sealing member 12 obtained at the termination 
of molding as seen transparently through the sealing member 
12 and a semiconductor chip 8 for illustration purposes. 
0239. The semiconductor device of the embodiment 9 is 
arranged so that a respective one of the plurality of leads 2 as 
disposed around a tab 5 has an extended portion 2i extending 
toward the center of such tab 5 or its nearby part and is laid out 
in close proximity thereto and a to-be-connected portion 2c as 
exposed to the periphery of a back Surface 12a of the sealing 
member 12, wherein the extension2i of each lead 2 is formed 
to be thinner than the to-be-connected portion 2c and is cov 
ered by a sealing resin material 11, and wherein a lead groove 
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portion (groove) 2k is formed in a wire bonding Surface 2d 
that is a surface of the to-be-connected portion 2c on the 
opposite side to an exposure side as disposed within the 
sealing member 12. 
0240 Additionally the semiconductor device of the 
embodiment 9 is the one which is structurally designed so that 
the extension2i is provided at a tab side end of each lead 2 for 
extending this lead to thereby eliminate increase in distance 
between the leads 2 and semiconductor chip 8 when enlarge 
ment of a package and shrinkage of semiconductor chip 8 due 
to an increase in pin number would result in an increase in 
distance between lead 2 and semiconductor chip 8. 
0241. Accordingly each lead 2 is provided at its tab side 
end with an extension 2i extending toward the center of the 
tab 5 or its nearby location (toward its corresponding pad 7), 
thus facilitating bonding of a wire 10 thereto. 
0242 More specifically each lead 2 is formed into a shape 
that is radially extended from nearby periphery of the tab 5 
toward the outside as shown in FIG. 52. 
0243 Whereby, it will no longer happen that wires 
increase in length even when the package size is enlarged 
and/or when an attempt is made to miniaturize or “shrink’ the 
semiconductor chip 8, which in turn makes it possible to 
Suppress an increase in production cost. 
0244. It should be noted that since the length (LP) of the 
to-be-connected portion 2c as exposed to the back Surface 12a 
of the sealing member 12 is defined by the EIAJ standards as 
shown in FIG. 54, the extension 2i must be buried or embed 
ded within the sealing member 12 in the event that the lead 2 
is provided with such extension 2i; in view of this, the semi 
conductor device of the embodiment 9 is specifically 
arranged so that the extension 2i is formed to be thinner than 
the to-be-connected portion 2c and is then embedded within 
the sealing member 12 without having to make higher the 
position of the extension 2i (without performing any lead 
rise-up processing). 
0245 More specifically, as shown in FIGS. 53-54, the 
extension 2i at each lead 2 is formed so that it is thinner than 
the to-be-connected portion 2c as exposed to the back Surface 
12a of the sealing member 12 and is simultaneously covered 
by the sealing resin 11 together with the tab 5. 
0246 Additionally the thinner formation of the extension 
2i than the to-be-connected portion 2c makes it possible to 
prevent dropdown detachment of its associative lead 2 in the 
thickness direction of the sealing member 12. 
0247. Further, since the extension 2i has an increased dis 
tance in its elongate direction in comparison with the knife 
edge-shaped thin portion 2b shown in FIG. 41, it is also 
possible to dispose the bonding stage 20 (see FIG. 39) at a 
specified location beneath the extension 2i during wire bond 
ing, which in turn makes it possible to apply optimal ultra 
sonic waves or heat to both the wires 10 and the leads 2 during 
wire bonding. 
0248. Note that the extension 2i may beformed thinner by 
etching treatment (half-etching patterning) or alternatively 
press machining techniques such as coiling. 
0249. Also note that as shown in FIG. 54, a lead groove 
portion (groove) 2R is formed at a selected location of the 
to-be-connected portion 2c of each lead 2 near the outside of 
the wire bonding Surface 2d (Surface on the opposite side to 
the exposure side) that is laid out within the sealing member 
12. 

0250. This lead groove 2k is the same in function to the 
outer groove portion 2f (see FIG. 43) as has been explained in 
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conjunction with the embodiment 5; thus, it is possible to 
concentrate cutting stress forces to this lead groove 2k during 
cutting processes using a punch 54 shown in FIG.55, thereby 
preventing Such stresses from being applied to bonding por 
tions of wires 10. 

0251 Further, the presence of the lead groove 2k makes it 
possible to block a flow of hot-melt metals when forming a 
metal-plated layer 21 such as a silver-metallized one used for 
wire bonding purposes as shown in FIG. 54. 
0252 Furthermore, as it is possible to permit a groove 
shape due to presence of the lead groove 2k to offer a longer 
absolute distance than flat surfaces; thus, it becomes possible 
to prevent unwanted invasion of water component into the 
sealing member 12 also. 
0253) In addition, as the sealing resin 11 attempts to enter 
the lead groove 2k due to molding, it is possible to prevent 
dropdown detachment of leads 2 with respect to the elongate 
direction of such leads 2. Thus, it becomes possible to prevent 
pull-out of leads 2 toward the elongate direction thereof. 

Embodiment 10 

0254 FIGS. 56A-56D, FIGS. 57A-57D, and FIGS. 58A 
58D are partial sectional diagrams showing a patterning 
method using etch techniques as one example of a lead frame 
machining method used for assembly of the semiconductor 
device in accordance with the invention. 

0255. The embodiment 10 is for explanation of one exem 
plary patterning method of leads 2 and tab 5 of any one of the 
semiconductor devices as stated Supra in conjunction with the 
embodiments 1 to 9, etching treatment (half-etching pattern 
ing) will be explained. 
0256. It must be noted that etching liquid or etchant 52 as 
used during etch patterning of the embodiment 10 is liquid 
solution of iron (II) oxide or else, although not exclusively 
limited thereto. 

(0257 FIGS. 56A-56D show a method (procedure) of fab 
ricating the intended sectional shape or “profile' of leads 2 
such as shown in FIG. 45E for example: FIGS. 57A-57D 
show a method (procedure) of fabricating the profile of leads 
2 such as shown in FIG. 45D by way of example. 
(0258 More specifically, in FIGS. 56 and 57, the etching 
amount on the top and bottom surfaces of leads 2 is appro 
priately adjusted by changing or varying the opening width 
(aperture area) of certain parts (portions “A” and “B”) 
whereat a photo resist film 53 is not formed, thus enabling 
obtainment of respective sectional shapes. 
0259. In the patterning processes shown in FIG. 56, A is 
nearly equal to (-)B and G=H; thus, C–D, E=F. 
0260 Alternatively in the processes shown in FIG. 57. 
A3B and DJ; thus C<D, E>F. 
0261. In addition, FIGS. 58A-58D show a method (proce 
dure) of back-surface processing of the tab 5 shown in FIG.53 
and also performing thinning processing of extensions 2i of 
leads 2, for example. 
0262 More specifically, as shown in FIG.58A, fabricate a 
photo resist film 53 at fine pitch (B) only on the processing 
surface side of the tab 5 and the like; then, as shown in FIG. 
58(b), coat or “paint' etching liquid 52 only on said process 
ing side, thereby realizing the intended back-Surface process 
ing of-the tab 5 and the thinning processing of the extensions 
2i of leads. 
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Embodiment 11 

0263 FIGS. 59A-59C, FIGS. 60A-60C, and FIGS. 61A 
61C are partial sectional diagrams showing press methodol 
ogy as one example of a lead frame machining method used 
for assembly of the semiconductor device of the invention. 
0264. The embodiment 11 is for explanation of one 
example of the processing method of the leads 2 and tab 5 of 
the semiconductor devices as has been explained in conjunc 
tion with the embodiments 1 to 9 stated supra-here, press 
machining Such as coiling will be explained below. 
0265 FIGS. 59A-59C show a method (procedure) of per 
forming by press machining techniques the back-Surface pro 
cessing of the tab 5 shown in FIG. 53 for example: FIGS. 
60A-60C show a method (procedure) of performing thinning 
of the extensions 2i of leads 2 shown in FIG. 53 by press 
machining techniques, by way of example. 
0266. In other words, the both of them are for thinning 
either the tab 5 supported by a receiving base or pedestal 55 or 
the leads 2 or else through coiling by use of a punch 54. 
0267. Note that in this processing method, said coiling 
may be carried out at the beginning of raw material process 
ing; or alternatively, said coiling may be applied to only 
necessary portions after completion of fabrication of a lead 
frame pattern. 
0268. In addition, FIGS. 61A-61C show a method (proce 
dure) of forming the lead profile as shown for example in FIG. 
45D by use of press machining techniques. 
0269 More specifically, as shown in FIG. 61A, after hav 
ing thinned through coiling using the punch 54 the leads 2 as 
supported by the pedestal 55, as shown in FIGS. 61B and 61C, 
unnecessary portions are cut away for removal, thereby 
enabling obtainment of any desired sectional shapes of the 
leads 2. 
0270. While the invention has been particularly shown and 
described with reference to preferred embodiments thereof, 
the invention should not be limited only to such embodi 
ments, and it will be understood by those skilled in the art that 
the foregoing and other changes in form and details may be 
made therein without departing from the spirit and scope of 
the invention. 
0271 For example, although said embodiments 1 to 11 
stated Supra are arranged so that the tab 5 is of a circular or 
cross-like shape, the shape of such tab 5 should not be limited 
thereto and may be replaced with any one of those for use in 
semiconductor devices in accordance with modified 
examples as shown in FIGS. 62 and 64. 
(0272. The tab 5 shown in FIGS. 62 and 63 is designed to 
have a small tab structure by quartering; in this case, it is 
possible to improve the shrinkability of such tab 5 in the 
horizontal direction (direction horizontal relative to tab sus 
pension leads 4) to thereby improve the temperature cycling 
characteristics of semiconductor devices, which in turn 
makes it possible to reduce chip cracking and/or package 
cracking accidents. 
0273. In addition, the tab5 shown in FIG. 64 is designed to 
have a frame-shaped Small tab structure; in this case, as it is 
possible to increase the bonding area of a sealing resin mate 
rial 11 and the back surface 8b of a semiconductor chip 8, it 
becomes possible to Suppress peel-off of the semiconductor 
chip 8 and others. 
0274. It should be noted that although in said embodi 
ments 1 to 11 the lead frame used therein is the matrix lead 
frame 14, said lead frame may alternatively be modified to 
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employ a multi-string configuration with the unit lead frames 
15 being laid out into a single linear array. 
0275. It should also be noted that although in said embodi 
ments 1-11 the semiconductor device used is a small size 
QFN package, said semiconductor device maybe modified to 
those semiconductor devices of the types other than the QFN 
as far as they are of the peripheral type as assembled using the 
lead frame. 

INDUSTRIAL APPLICABILITY 

0276 Effects and advantages obtainable by representative 
ones of the inventive teachings as disclosed herein will be 
explained in brief below. 
0277 (1) As it is possible to form a stepped portion or 
portions through half-etching patterning processes rather 
than formation of such stepped portions through bend/fold 
machining (up-set processing) to thereby permit existence of 
a sealing resin material at there, it becomes possible to Suc 
cessfully seal the tab and the tab suspension leads with the 
sealing resin while at the same time achieving the intended 
thickness-reduced orthinned structure, which in turn makes it 
possible to avoid the problem as to degradation of reliability 
due to decrease in adhesion strength as resulted from reduc 
tion of the contact area between the sealing resin and the tab. 
0278 (2) Since the lower surfaces of leads are forced to be 
exposed from the lower surface of a semiconductor device 
and are then used as external connection terminals, it is pos 
sible to prevent unwanted deformation or distortion of such 
leads in carriage and/or mounting events, thereby improving 
the reliability. 
0279 (3) As the leads used are designed to be projected 
very little from the side Surfaces of a sealing section, it 
becomes possible for the semiconductor device to shrink in 
planar size. 
0280 (4) As the leads are formed to have their sealed or 
hermetic upper Surfaces wider than exposed lower Surfaces 
thereof, it is possible to attain sufficiently increased adhesive 
ness irrespective of the fact that the resulting bonding Surfaces 
with the sealing resin consist of upper and side Surfaces only, 
thereby enabling retainment of the reliability required. 
0281 (5) As the stepped portion-of a matrix lead frame is 
fabricated through simultaneous execution of patterning and 
half-etching treatment processes unlike the prior art 
approaches which have been designed to fabricate it through 
post-processing after completion of either punching or pat 
terning using etch techniques of a metal plate, it is possible to 
reduce production costs of Such matrix lead frame. 
0282 (6) As the matrix lead frame does no longer require 
effectuation of any bend/fold processes with respect to the 
matrix lead frame after completion of patterning as has been 
employed in the prior art, it becomes possible to prevent 
occurrence of problems such as tab dislocation defects or the 
like due to Such folding processes. 
0283 (7) As, unlike the prior art, it is no longer required to 
apply bend/folding processes to the semiconductor device's 
external terminals, the requisite number of process steps may 
be reduced thereby making easier the process management to 
thereby improve the productivity. 
0284 (8) In all processes concerned, the currently estab 
lished semiconductor manufacturing apparatus or equipment 
is employable for fabrication of the semiconductor device of 
the invention without requiring any Substantive alterations 
thereto, which advantageously serves to eliminate or at least 
minimize risks of capital investment of new facility. 
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0285 (9) As the stepped portion is formed by applying 
half-etching treatment to the lower surfaces of inner ends of 
leads and then sealing them with a sealing resin material, it is 
possible to optimally design the shape and lead pitch values in 
a way conformity with the semiconductor chip size and the 
number of pads thereof. 
0286 (10) As the tab support section at tab suspension 
leads is formed to be thinner than the exposed portion, it is 
possible to attain the intended structure with the exposed 
portion being exposed only to corner edge portions of the 
back surface of a sealing section. Whereby, it is possible to 
increase or maximize the clearance as defined on the back 
surface of the seal section between the exposed portions of the 
tab Suspension leads and its neighboring leads; in addition, 
arranging the tab to be embedded within the seal section 
makes it possible to prevent electrical shorting otherwise 
occurring when mounting a semiconductor device onto a 
parts-mount Substrate. 
0287 (11) As the sealing resin is by no means disposed at 
the exposed portion due to the fact that the exposed portion is 
thicker than the Support section in the tab Suspension leads, 
only target metal components of the exposed portion contain 
ing no sealing resin materials will be cut during tab Suspen 
sion lead cutting processes; as a result, it is possible to 
improve the cutting performance and reliability at Such tab 
Suspension lead cutting steps. 
0288 (12) As the tab suspension leads are coupled 
together via a tab resulting in integral linkage between the tab 
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and the tab Suspension leads while permitting formation by a 
flat plane coupled to its chip mount side Surface, the Surface 
flatness of the tab per se may be improved. As a result, it is 
possible to make easier the procedure of mounting a semi 
conductor chip onto the tab during bonding while simulta 
neously improving the chip adhesiveness. 
0289 (13) As the tab and its associative semiconductor 
chip are bonded together at a selected location lying inside of 
an array of Surface electrodes of the semiconductor chip, it is 
possible to stably Support by a bonding stage those portions at 
or near the end portions on the back Surface of the semicon 
ductor chip. Thus, it is possible to apply adequate ultrasonic 
waves and/or heat to bonding wires during wire bonding, 
thereby making it possible to improve the reliability and 
adhesiveness of wire bonding processes. 
What is claimed is: 
1. A semiconductor device comprising a tub Supported by 

a plurality of suspension leads, a plurality of leads disposed to 
Surround periphery of said tub, a semiconductor chip 
mounted on one principal Surface of said tub and electrically 
connected to one principal Surface of said plurality of leads 
and a sealing resin for sealing said plurality of leads and said 
semiconductor chip plus said tub, characterized in that a 
remaining principal Surface opposite to said one principal 
Surface of said plurality of leads is exposed from said sealing 
resin and that said tub 
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