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This invention relates to the production of 
Cellulosic products and has for its general object 
the provision of certain improvements in carry 
ing out one or more of the processing steps used 
in the production of such products. The inven 
tion aims particularly to improve the emulsifica 
tion or dispersion of opacifying agents in the 
spinning solution, and to suppress the formation 
of incrustations, sometimes referred to as 
'craters,' formed in spinneret orifices. The in 
Vention further contemplates, as a new article of 
manufacture, a chemically prepared wood pulp 
product having incorporated therein a mixed 
ether containing a polyalkylene oxide radical 
and a substituted aryl hydrocarbon radical, 
In one of its important aspects, the invention 

involves the use of chemically prepared wood pulp 
as a Source of cellulose in the preparation of cel 
lulosic Solutions for the viscose and other proc 
esses in which extruded regenerated cellulose is 
produced, and has for a particular object the 
use of the Said mixed ethers to improve either or 
both the emulsification and spinning. 
The invention is especially applicable to the 

Spinning of Wiscose rayon in which chemically 
prepared WOOd pulp (hereinafter called “Wood 
pulp') is used as a source of cellulose and the 
invention will be described with reference to that 
process, it being understood that it is also appli 
cable to other processes where aqueous cellu- 30 
losic Solutions are opacified or extruded into fila 
ments or films. 
Wood pulp as usually prepared as a source of 

cellulose for the viscose and related spinning in 
dustries is of various degrees of purity, and is 
generally Supplied for use in the form of sheets. 
Normal dissolving wood pulp in present use con 
sists mainly of cellulose and contains an appre 
ciable amount of non-cellulosic impurities, such 
as hemi-celluloses, fats, resins, waxes, etc. 
of the main objects in the manufacture of highly 
refined dissolving pulp is to remove as much as 
possible of the non-cellulosic impurities so that a 
Whiter, purer pulp results which is capable in the 
manufacturing of rayon of producing a higher 45 
grade yarn. 

We find, however, that not all of the non-cel 
lulosic impurities which can be removed are un 
desirable, and in fact certain of such impurities, 
normally present in small amounts, are highly 50 
beneficial as regards the step of emulsifying or 
dispersing oils or pigments in the viscose. These 
beneficial impurities which aid the step of emul 
sification are probably for the most part surface 
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materials which can give rise to the production 
of Such surface-active materials during the proc 
essing of pulp into viscose. In a pulp which has 
not been highly refined most of these beneficial 
impurities constitute a portion of the materials 
removed by Organic solvents, as for example ether, 
benzene, alcohol, et cetera. These beneficial in 
purities, often loosely termed "resins,' are mainly 
of the nature of waxes, fats, and resins, the latter 
Often being present in a relatively small amount. 

Furthermore, we find that there are impurities 
present in pulp which has not been highly refined 
which have marked effects, both favorable and 
adverse, On the formation of incrustations in he 
orifices of the spinnerets during spinning. In 
theory, the problem of making a good pulp could 
be solved by removing all the undesirable impuri 
ties including degraded cellulose and non-cellu 
losic carbohydrates while retaining those impuri 
ties which facilitate the steps of emulsification 
and Spinning. In practice Such a clean-cut sepa 
ration is difficult to accomplish directly. We have 
discovered that better results are obtainable by 
removing most Or all of the impurities, including 
those which serve beneficially as regards the 
emulsification step and those which affect spin 
ning, either positively or negatively, and then 
causing to be present in the viscose, materials of 
a class entirely different from the natural in 
purities originally present, and which greatly aid 
Steps of emulsification and spinning. 
White, highly purified or refined wood pulps 

are very advantageous for the production of high 
grade rayon yarns of Superior strength and color, 
and for this reason, are highly esteemed by the 
trade. Such highly refined pulps are in general 
characterized by having an ether extract lower 
than 0.15% where such values refer to the amount 
of natural ether extractable material left in the 
pulp after the purification processes. While our 
invention is particularly applicable to such high 
ly refined pulp containing not more than 0.15% 
of ether extractable material, it may be applied 
with certain advantages to the processing of nor 
mal dissolving pulps containing more than 0.15% 
of ether extractable material, although such 
pulps do not generally yield the highest grade 
yarns and their emulsification with oils is not 
usually accompanied by any great difficulty. 

In accordance With the invention a small 
quantity of a mixed ether containing a polyalkyl 
ene oxide radical, and a substituted aryl hydro 
carbon radical (as hereinafter more particularly 
described), is incorporated in the materials used 

active materials of the anion active class or 55 in producing the cellulosic solution prior to re 
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generating the cellulose to improve the charac 
teristics of the spinning solution and the spinning 
operation. For use in our invention the mixed 
ethers are at least dispersible and preferably sub 
stantially soluble in water. 
As heretofore stated, compounds of our inven 

tion are mixed ethers containing a polyalkylene 
oxide radical and a substituted aryl hydrocarbon 
radical. Suitable substituted aryl radicals for 
the mixed ethers are aryl radicals substituted by 
at least one aliphatic alkyl or acyl radical with 
more than two carbon atoms or substituted by at 
least one cycloalkyl radical. 
The mixed ethers of the invention are at least 

dispersible in water and preferably substantially 
soluble in water. For reasons of dispersibility 
the polyalkylene oxide radicals in the mixed ethers 
of the invention are derived from the first two 
members of the 1-2 alkylene Oxides. These men 
bers are ethylene oxide and propylene oxide, or 
in other words, the 1-2 alkylene Oxides having up 
to 3 carbon atoms. 

Structurally the mixed ethers of the invention 
have the formula: 

R-0 (son) H 

where R is an aryl radical substituted by at least 
one aliphatic alkyl or acyl radical having more 
than two carbon atoms or by at least one cyclo 
alkyl radical where R1 is hydrogen or methyl, and 
where at is a whole number greater than 1. 

in view of its higher solubilizing effect a poly 
ethylene oxide chain is the preferred form for 
the polyalkylene oxide radical. Preferably the 
polyethylene oxide chain will have from 5-25 
ethenoxy residues. Practically it is believed there 
is no upper limit for the number of ethenoxy 
groups in the polyethylene oxide radical. Mate 
rials with a polyethylene oxide group containing 
even about 160 ethenoxy groups may be satisfac 
torily used. 
While the mixed ethers used in our invention 

are preferably substantially water soluble, it is 
possible to obtain the advantages of the invention 
in part using compounds of only slight solubility. 
Thus, mixed ethers containing even the simplest 
possible polyethylene oxide radical composed of 
two ethenoxy groups, may be used. Even though 
such products do not have a great solubility they 
still possess a sufficient tendency to emulsify so 
that they may be dispersed in a finely divided 
state in the viscose yielding in part the advan 
tages of the invention. If, however, a high degree 
of "solubility' in water is desired with such 
agents, as for example, in the preparation of con 
centrated stock solutions for application to the 
pulp or in the viscose process, it may be advan 
tageous to combine them with dispersing agents. 
Such additional dispersing agents should prefer 
ably be of a non-ionic nature, for example, a 
mixed ether of polyethylene oxide containing a 
higher proportion of ethenoxy groups. In the 
preferable form of our invention, however, suff 
cient ethenoxy groups will be present in the poly 
ethylene oxide radical so that the products will 
be substantially water soluble or dispersible with 
out the aid of any additional dispersing agents. 
The preferred compounds for use in the inven 

tion are mixed ethers containing a polyethylene 
oxide radical and an alkaryl radical in which the 
aryl group is substituted by at least one alkyl 
radical with more than two carbon atoms. 
Further from the standpoint of improving emul 

sification, the most preferred class of materials 
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4. 
are mixed ethers containing a polyethylene oxide 
radical and an alkyl phenyl hydrocarbon radical 
having at least one substituted alkyl radical with 
3-30 and especially from 7-20 carbon atoms. In 
the very best cases of all the phenyl radical will 
be substituted by only a single alkyl radical of 7-20 
carbon atoms. For best results the polyethylene 
oxide radical will have from 5-25 ethenoxy resi 
dues. Such compounds are also particularly 
effective in suppressing incrustations in spin 
neret orifices during spinning. 
The mixed ethers of the invention may be pre 

pared from substituted phenols by any of the 
known methods for reacting ethylene oxide or 
propylene oxide with a phenol. They may also 
be prepared by etherifying substituted phenols 
with polyaikenoxy glycols, as, for example, by 
reacting the sodium salt of a substituted phenol 
with a halogen hydrin of the polyethylene glycol. 
The substituted phenols may also be reacted with 
mixtures of ethylene oxide and propylene oxide 
or with one of these materials following use of 
the other. 
We prefer, however, to react ethylene oxide at 

moderate temperatures with a substituted phenol 
(in the most preferred cases with an alkylation 
product of phenol itself), incorporating an alkali 
as catalyst with the phenol. In practice the prod 
ucts will usually be mixtures having some varia 
tion in the length of the polyethylene oxide chains 
but the products are quite satisfactory to use for 
the purpose of the invention in the form of such 
mixtures. 
Again when the alkaline catalyst used consists 

of a small amount of aqueous caustic soda (e.g., 
48% NaOH) all of the ethylene oxide will prob 
ably not be consumed in extending the length of 
the polyether chain on the substituted phenol but 
a portion (in view of the small amount of water 
present) - will be consumed with the formation 
of polyethylene oxide. The presence of poly 
ethylene oxide is, however, not harmful to our 
invention. 
Instead of reacting ethylene oxide with the 

substituted phenols, their glycol ethers may be 
used since these would be initial products in the 
formation of the polyether chains. 

In condensing ethylene oxide with a substi 
tuted phenol it is quite satisfactory to base the 
desired molar ratio on the assumption that the 
entire weight of ethylene oxide will react to form 
polyether chains on the phenol, homogeneous as 
to length. This may be done since small varia 
tions in the ratio of ethenoxy do not produce very 
great differences in the properties. Furthermore, 
it is not necessary to use exact stoichiometrical 
proportions of ethylene oxide. Thus, for exam 
ple, if pure p-diisobutyl phenol were treated with 
12.5 moles of ethylene oxide, mixtures of mixed 
ethers Would be obtained in which chains of 12 
and 13 ethenoxy groups would predominate. 
Again it is not necessary to use pure substituted 

phenols. Thus even while a single substituting 
alkyl of more than two carbon atoms is most pre 
ferred, actually such an intermediate for mixed 
ether preparation may practically contain as well 
as the predominating mono-alkyl phenol, small 
amounts of di- or poly-substituted as well as un 
substituted phenol. 

After completion of the reaction with ethylene 
oxide the reaction products may be used directly 
if they are to be added to the viscose. Where, 
however, alkali has been used as catalyst and the 
products are to be added to the pulp the residual 
alkali should be neutralized in any convenient 
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manner-as for example, by 30% HaSO4 or con 
centrated HC. For the purposes of our invention 
frequently no further purification will be re 
quired. Where an extremely light-colored prod 
uct is desired, however, the compounds may be 
given subsequent treatment involving decolorizing 
with charcoal according to the methods well 
known to the art. By way of example a process 
used satisfactorily by us for both decolorizing 
such products (where soluble in benzene) and 
freeing them from inorganic salt consisted in dis 

O 

solving the neutralized product in benzene, and 
drying and decolorizing the benzene solution by 
addition of sodium sulphate and decolorizing 
charcoal. After filtering, the product was isolated 
by evaporating of the benzene, finally applying 
Waco - 

The alkyl, acyl or cycloalkyl substituted phenols 
used for preparing the mixed ethers can be read 
ily prepared by the methods known to the art. By 
"phenols' is meant not just phenol itself but all 
monohydroxy substitution products of aromatic 
hydrocarbons. The alkyl or acyl groups may be 
branched or straight chain in character. For 
practical reasons, the alkyl phenols having from 
3-30 carbon atoms in the alkyl group and eSpe 
cially from 7-20 carbon atoms are preferred. Also 
the introduction of branched rather than straight 
chain alkyls into the phenols will in most cases 
be more practical. This is not only because in 
many cases the alkyl or alkylene compounds re 
acted with the phenol will be of a secondary Or 
tertiary character or at least of a branched chain 
structure. Actually even in many cases where 
normal primary alkyl compounds are reacted with 
phenols the result will still be the introduction 
of a branched chain rather than a straight chain 
alkyl. 
Substituted phenols may be used for the prep 

aration of mixed ethers irrespective of the posi 
tion of the substituted alkyl, cycloalkyl or acyl 
group. Thus in the case of a monocyclic phenol 
the substituted group or groups may be 0-, m-, Or 
p- to the hydroxyl or as a mixture of these. Again 
with polycyclic phenols substituted products may 
be used irrespective of the position of the substi 
tuting group. All the substituted phenols used, 
however, are monohydroxylic, i. e. they are sub 
stituted aryl hydroxides. 
Phenols particularly useful for preparing Sub 

stituted phenols for use as intermediates in the 
production of the mixed ethers of the invention 
are those of the benzene and naphthalene series. 
These are especially phenol, o, m, and p cresol, a 
and 3 naphthol and mixtures of these. 
Methods of preparing the substituted phenols 

from the phenols (by which term is included phe 
nol, cresols, xylenols, naphthols, etc.) include the 
reaction with the phenols of alcohols, alkylhalides 
or alkyl esters in the presence of a suitable con 
densing agent. Another practical well-known 
method involves the addition of an olefine to the 
phenol usually in the presence of a catalyst. 
With phenol itself this usually results in intro 
duction of the alkyl in the para position to the hy 
droxyl. Examples of olefines which may be used 
are diisobutylene isododecylene, etc. 

It is not necessary to introduce pure alkyls into 
the phenols. Thus mixtures of olefines or of alkyl 
compounds may be reacted with the phenols. As 
an example of a suitable mixture of alkyl con 
pounds may be mentioned the use of chlorinated 
kerosene fractions predominating in monochloa 
rinated hydrocarbons and generally averaging 
from 12-20 carbon atoms. 
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The production of acyl substituted phenols may 

be accomplished by the well-known Friedel-Crafts 
reactions. 
As examples of mixed ethers which may be used 

in the invention are mixed ethers of polyethylene 
Oxide and the following phenols: 

Alkyl phenols 
p-n-Butyl phenol, p-tertiary butyl phenol, 

p-a,c,y,y-tetramethyl butyl phenol, decyl phenol, 
dodecyl phenol, cetyl phenol, octadecylphenol, (2- 
ethyl hexyl) phenol, oleyl phenol, such polyalkyl 
phenols as di and trioctyl phenols, amyl cresol, 
dodecyl Cresol; substituted naphthols such as iso 
propyl naphthol, iso butyl naphthol, dodecyl 
naphthol. 

Cycloalkyl phenols 
p-Cyclohexyl phenol, cyclohexyl-cyclohexyl 

phenol, bornyl phenol. 
Acyl phenols 

Butyryl, valleryl, dodecyl, stearoyl phenols and 
the corresponding cresols, naphthols and xylenols. 
As previously stated the most preferred mixed 

ethers are those containing predominantly a 
mono alkyl phenyl radical. An example of Such 

, mixed ethers which are particularly effective in 
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improving emulsification and improving spinning 
are those represented by the following formula: 

C CE 

oh-i-chi-XX-0 (CHO).H. bH ch, 
where ac is an integer between 5 and 20. In prac 
tice the product will usually be a mixture having 
varying chain lengths for the polyethylene oxide 
radical but with the average or predominating 
chain length within the preferred range of 5-20 
ethenoxy units. 
While the mixed ethers may be used in con 

nection with any of the steps in producing regen 
erated cellulose, they are especially beneficial 
when present in a spinning solution containing 
an Opacifying or delustering agent, and when in 
contact with the spinneret due to their presence 
either in the spinning Solution or in the spin bath. 
In the usual viscose process the sheets are first 

subjected to a steeping step to convert the cel 
lulose to alkali cellulose, and the pressed sheets 
of alkali cellulose are then shredded to form a 
fluffy mass of fibers. The fluffy mass is xan 
thated, dissolved in dilute caustic soda and the 
Solution commonly known as viscose filtered to 
remove undissolved fibers and gel-like materials, 
and ripened to impart the desired properties for 
Satisfactory spinning. 
When viscose rayon is delustered by incorpo 

rating a suitable opacifying agent in the spinning 
Solution, usually an oil or a pigment such as tita 
nium dioxide, it is necessary in Order to get a 
uniform emulsification or dispersion of the agent 
throughout the body of the viscose solution to use 
an emulsifying or dispersing agent. The mixed 
ethers of the invention produce an exceptionally 
good emulsifying and dispersing effect which is 
quite remarkable in view of the small quantities 
used. The emulsification is characterized by the 
fineness, not only of the average particle size, but 
also by the uniformity of size so that the result 
ing viscose solution is substantially free of even 
Small amounts of large globules which weaken the 
flaments on spinning. 
WiscOSe Solutions used in making rayon are 
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usually spun through metal spinnerets having 
orifices most usually varying from about 0.002 to 
0.004 of an inch in diameter. The incrustations 
form on the inside walls of the hole of the metal 
spinnerets especially in acid spin baths contain 
ing high proportions of such salts as Sodium, zinc 
and magnesium sulphates and seriously impair 
the spinning operation. It is a particular object 
of this invention to so employ the mixed ethers 
that they are in such contact with the metallic 
spinneret during spinning that the formation of 
the craters is greatly minimized. The mixed 
ethers exert such a powerful influence on the 
materials present that only very small quantities 
are necessary to accomplish the results sought. 
The extremely effective suppression of the craters 
is illustrated in some operations by a reduction 
of from 80 to 95 per cent in the crater formation. 
The mixed ethers may be incorporated in the 

wood pulp or at any stage of the viscose process. 
For treating the pulp, the compounds may be in 
corporated either in the bulk pulp before sheet 
formation or in the sheets in any suitable stage 
as by spraying the pulp with an aqueous solution 
or dispersion of the compound, or by immersing 
in a solution or dispersion. A most practical and 
convenient method of securing the presence of 
the desired amount of mixed ether is to incor 
porate the mixed ether in the refined wood pulp 
while it is on the sheet forming machine, as by 
means of sprays or a rotating roll. In any case, 
there is produced a refined pulp product having 
the compound incorporated therein. When the 
compound is incorporated in the pulp, as by the 
manufacturer thereof, the pulp comes to the 
rayon manufacturer in a form calculated to se 
cure the full advantages of the invention in the 
preparation and processing of the refined pulp 
into rayon by the visCOSe proceSS. 
The mixed ethers, whether added to the spin 

ning solution or to the pulp, come into direct 
contact with the orifices of the spinneret and 
suppress the formation of incrustations on the 
walls of the Orifices. 
In order to effect the contemplated improve 

ments, the amount of the compound used is rela 
tively small, ranging from 0.01-0.20% on the bone 
dry weight of the pulp used. In most cases the 
preferred amounts for improving spinning will 
generally be about 0.08-0.10. 
As heretofore described, the mixed ethers and 

especially those containing an alkyl phenyl group 
also bring about important improvements in 
emulsification in that they give emulsions char 
acterized not only by extraordinary fineness of 
particle size, but also by exceptional uniformity 
of particle size and by exceptional stability in 
regard to maintaining the particle size. The 
amount of the mixed ethers required for securing 
the maximum improvement in emulsification is 
generally somewhat less than the amount re 
quired for securing the contemplated improve 
ment in suppressing or minimizing incrustation 
formation during spinning. Thus the maximum 
improvement in emulsification will generally be 
brought about by from 0.025%-0.05% of the 
mixed ether and the amount used for this pur 
pose will commonly be about 0.03%. In order 
to secure the additional benefit of substantially 
suppressing or minimizing incrustation formation 
during spinning, the mixed ether should be pres 
ent in amount of 0.08-0.10% or higher. By using 
such amounts of mixed ether of the order of 0.08 
0.10% the emulsions are substantially as fine and 
uniform as when using the optimum of 0.025 

8 
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presence of the higher amount of mixed ether 
may under certain circumstances have a slight 
tendency to partially separate as a cream or scum 
during the various viscose processing steps or 
during the aging period. Accordingly, when both 
emulsification and suppression of incrustations 
during spinning are of paramount concern, we 
prefer to add only 0.025-0.05% of a mixed ether 
(especially a mixed ether containing an alkyl 
phenyl group) but to still obtain the contem 
plated improvement in cratering Or an even 
greater improvement by adding an additional 
Small amount of a cation-active amino con- . 
pound. In such cases the amount of the mixed 
ether will preferably be about 0.03% and the 
amount of cation-active amino compound will 
preferably be about 0.05% though it may be 
added in amounts up to 0.20%. 
As two examples of products both of which are 

cation-active amino compounds especially suite 
able for use in combination with the mixed ethers 
as described above are (1) a mixture of the mono 
and diamides of diethylene trianine and coconut 
fatty acids and (2) a reaction product consisting 
substantially of mixed diethylene trianine di 
amides from coconut acids and a lower acid such 
as acetic acid. 
So far as the objectives of the invention are 

concerned, there is little, if any, improvement 
by increasing the amount of the mixed ethers 
above 0.20% and such higher amounts frequently. 
give rise to certain disadvantages. These disad 
vantages include the causing of excessive soft 
ness in the sheet, resulting in mechanical diffi 
culties in steeping, excessive ball formation in 
xanthation, and difficulties in the dissolving. Op 
eration due to excessive foaming in the viscose 
solution. Also, there may be considerable diff 
culty in obtaining a completely deaerated viscose 
which is necessary for satisfactory spinning. 
Higher concentrations of the compound may also 
unduly lower the surface tension of the viscose, 
thus changing the coagulating conditions so that 
the viscose cannot be satisfactorily spun by stand 
ard methods, causing the filaments to break and 
the thread to stick to the godet wheels or thread 
guides. 
While it is our preferred practice to incorpo 

rate the compound in the pulp, the presence of 
the compound during the processing steps of 
opacifying and spinning may be secured in any 
other appropriate manner. However, we believe 
it will generally be found more advantageous to 
incorporate it in the pulp, both as a matter of 
convenience and economy in preparing and proc 
essing the viscose, and because a very uniform 
distribution of the compound throughout the vis 
cose is easily attained. The next best manner of 
obtaining very effective results is to spray the 
agents into the shredder prior to the completion 
of shredding. With the mixed ethers containing 
alkyl phenyl radicals the method of adding the 
agents is of particular importance in regard to in 
parting anti-creaming properties if the viscose 
is to be subsequently opacified. Whether this is 
a question of the agents themselves undergoing 
some change during the xanthation or whether it 
is merely a question of the uniformity of the dis 
tribution in the viscose, we do not know. In any 
event, for the most effective results the agents 
should be added not later than prior to the Con 
pletion of shredding and preferably to the pulp 
prior to use in the viscoSeprocess. 
This application is a continuation-in-part of 
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our application Serial Number 464,530, filed No 
vember 4, 1942 (now abandoned). 
We claim: 
1. As a new article of manufacture, a chemi 

cally prepared wood pulp product having incorpo 
rated therein from 0.01 to 0.2 per cent by weight 
based on the bone dry weight of the pulp of a 
mixed ether having the following formula: 

n-(son) B R 

where R is an aryl radical substituted by at least 
one radical selected from the class consisting of an 
alkyl radical with more than two carbon atoms, 
an acyl radical with more than two carbcn atoms 
and a cycloalkyl radical; where R1 is selected from 
the group consisting of hydrogen and methyl and 
where ac is a. whole number greater than 1. 

2. As a new article of manufacture, a chemi 
cally prepared wood pulp product containing not 
more than 0.15 per cent ether extractable mate 
rial and having incorporated therein from 0.01 
to 0.2 per cent by weight based on the bone dry 
weight of the pulp of a mixed ether having the 
following formula: 

*-(ichi) B 
where R is an aryl radical substituted by at least 
one radical selected from the class consisting of 
an alkyl radical with more than two carbon atoms, 
an acyl radical with more than two carbon atoms 
and a cycloalkyl radical; where R1 is selected from 
the group consisting of hydrogen and methyl and 
where ac is a whole number greater than 1. 

3. The improvement in the production of re 
generated cellulose products by the viscose proc 
ess from chemically prepared wood pulp which 
comprises incorporating in the viscose a mixed 
ether having the following formula: 

*-(ichio) R e ' 

where R is an aryl radical substituted by at least 
one radical selected from the class consisting of 
an alkyl radical with more than two carbon atoms, 
an acyl radical with more than two carbon atoms 
and a cycloalkyl radical; where R1 is Selected 
from the group consisting of hydrogen and methyl 
and where ac is a whole number greater than 1. 

4. The improvement in the production of re 
generated cellulose products by the viscose proc 
ess from chemically prepared wood pulp con 
taining not more than 0.15% ether extractable 
matter which is subjected to shredding which 

O 
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viscose process a mixed ether having the following 
formula: 

-(e) s 
where R is an aryl radical substituted by at least 
One radical selected from the class consisting of 
an alkyl radical with more than two carbon atoms, 
an acyl radical with more than two carbon atoms 
and a cycloalkyl radical; where R1 is selected 

- from the group consisting of hydrogen and methyl 
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5. 

comprises adding prior to completion of shred- . 
ding the alkali cellulose a mixed ether having the 
following formula: 

*-(ichi) H R 2 

where R is an aryl radical substituted by at least 
one radical selected from the class consisting of 
an alkyl radical with more than two carbon atoms, 
an acyl radical with more than two carbon atoms 
and a cycloalkyl radical; where R1 is selected from 
the group consisting of hydrogen and methyl and 
where ac is a whole number greater than 1. 

5. The improvement in the production of a re 
generated cellulosic product from chemically pre 
pared wood pulp by the viscose process which 
comprises adding to the pulp prior to use in the 

60 

70 

and where at is a whole number greater than 1. 
6. As a new article of manufacture, a chem 

ically prepared wood pulp product having incor 
porated therein from 0.01 to 0.2 per cent by weight 
based on the bone dry weight of the pulp of a 
mixed ether containing a polyethylene oxide rad 
ical with from 5-25 ethenoxy residues and an 
alkyl phenyl radical in which the phenyl radical 
is substituted by an alkyl radical with from 7-20 
carbon atoms. 

7. As a new article of manufacture, a chem 
ically prepared wood pulp product containing not 
more than 0.15 per cent ether extractable ma 
terial and having incorporated therein from 0.01 
to 0.2 per Cent by weight based on the bone dry 
weight of the pulp of a mixed ether containing a 
polyetheylene oxide radical with from 5-25 eth 
enoxy residues and an alkyl phenyl radical in 
which the phenyl radical is substituted by an 
alkyl radical with from 7-20 carbon atoms. 

8. The improvement in the production of re 
generated cellulose products by the viscose proc 
ess from chemically prepared wood pulp which 
comprises incorporating in the viscose a mixed 
ether containing a polyethylene oxide radical with 
from 5-25 ethenoxy residues and an alkyl phenyl 
radical in which the phenyl radical is substituted 
by an alkyl radical with from 7-20 carbon atoms. 

9. The improvement in the production of a re 
generated cellulosic product from chemically pre 
pared Wood pulp by the viscose process which 
comprises adding to the pulp prior to use in the 
viscose process a mixed ether containing a poly 
ethylene oxide radical with from 5-25 ethenoxy 
residues and an alkyl phenyl radical in which the 
phenyl radical is substituted by an alkyl radical 
with from 7-20 carbon atoms. 

10. As a new article of manufacture, a chem 
ically prepared Wood pulp product having in 
corporated therein from 0.01 to 0.2 per cent by 
weight based on the bone dry weight of the pulp 
of a mixed ether having the following formula: 

CE CH 

oh-i-C H- KX-0 (CHO).H. 
s Ca 

where at is a whole number from 5 to 25. 
11. As a new article of manufacture, a chem 

ically prepared wood pulp product containing not 
more than 0.15 per cent ether extractable mate 
rial and having incorporated therein from 0.01 
to 0.2 per cent by Weight based on the bone dry 
weight of the pulp of a mixed ether having the 
following formula: 

(H. H. 
CH--ch.--C-o (CIO) 

CE CH 

where ac is a Whole number from 5 to 25. 
12. The improvement in the production of re 

generated cellulose products by the viscose process 
from chemically prepared wood pulp which com 
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prises incorporating in the viscose a mixed ether 
having the following formula: 

CH C 

ch,--CH-i-K D-o (CIO) bH, (H, 
where at is a Whole number from 5 to 25. 

13. The improvement in the production of re- 0 
generated cellulose products by the viscose proc 
ess from chemically prepared wood pulp contain 
ing not more than 0.15% ether extractable mat 
ter which is subjected to shredding which com 
prises adding prior to completion of shredding the 
alkali cellulose a mixed ether having the follow 
ing formula: 

CH, CH, 
ch,--CB-C-C-0 (C.H.O).H (H, Cs 

where acis a whole number from 5 to 25. 
14. The improvement in the production of a 

regenerated cellulosic product from chemically 
prepared wood pulp by the viscose process which 
comprises adding to the pulp prior to use in the 

25 

2 
viscose process a mixed ether having the follow 
ing formula: 

C CB 

oh-oh-X X-occio).E. bH, &H, 
where at is a whole number from 5 to 25, 
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