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PACKAGENG CONTAINERS 

The present invention relates to a packing container 
of the type that is manufactured from a web or a flat 
blank of a thermoplastic-coated carrier material by 
folding and hot-sealing of the packing material, the in 
tention being to close the packing container formed 
after filling by means of sealing along a sealing fin 
which extends transversely across the packing contain 

S. 

In the manufacture of disposable packages, espe 
cially for liquids, a packing material is often used which 
consists of a carrier layer which is coated, at least on 
the side which is intended to form the inside of the 
packing containers, with a homogeneous, heat-sealable 
plastic material. The carrier material used most com 
monly is paper or cardboard and the coating material 
occurring most commonly is probably polyethylene, 
and the packing material is manufactured most fre 
quently in the form of a web, from which either pack 
age blanks are punched out, or from which the packing 
containers are made by folding the web into a tube 
which is then sealed along its longitudinal edges, 
whereupon the tube can be filled with the filling goods 
and be sealed up to individual packages by means of 
successive transverse sealings at a distance from one 
another. 

If the packing containers are intended to be manufac 
tured from blanks, these are punched out first, as men 
tioned above, from the packing material web, where 
upon the said blanks are formed to packing containers 
by folding them along folding lines, preferably provided 
in advance, which facilitate the folding, and these pack 
ing containers are then closed by heat-sealing, which is 
made possible by virtue of the said thermoplastic coat 
1ngs. 
The packages of the abovementioned type, which are 

manufactured of paper or cardboard with a thermo 
plastic layer of e.g. polyethylene, are relatively hard to 
open, however, since the carrier material layer is diffi 
cult to tear and the thermoplastic layer supplies a tough 
inner membrane which renders more difficult the rip 
ping open of the packages. To facilitate the opening of 
these known packages it is customary to arrange tear 
ing indications in the package walls in the form of per 
forations partly breaking through the package walls. It 
has become apparent, however, that these tearing indi 
cations are not as effective as would be desired, and 
that it is difficult besides to arrange these tearing indi 
cations in the packing material in such a manner that 
an absolute guarantee exists that the packaging mate 
rial will not be completely punched through. 
To overcome the disadvantages mentioned above it is 

suggested in accordance, with the present invention to 
provide a packing container which is characterized in 
that the carrier material is made of polystyrene foam 
which is coated with one or more plastic layers of one 
or more thermoplastic materials which plastic layer or 
layers is or are given molecular orientation in a direc 
tion which coincides with the longitudinal direction of 
the said sealing fins. 
The invention concerns the manner of manufacture 

of a packing container in accordance with the inven 
tion, which manner is characterized in that a web of 
polystyrene foam is coated by extrusion with one or 
more homogenuous layers of thermoplastic material, 
the coating being carried out so that the speed of the 
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web is kept higher than the speed at which the thermo 
plastic material issues from the extruder, which has the 
result that the thermoplastic layer or layers is or are 
subjected to a molecule-orientating stretching in con 
nection with the coating, that the packing blanks are 
punched from the web, the said blanks at the punching 
being orientated in such a manner in relation to the 
web, that the parts which are intended to form the seal 
ing fins of the packing containers are orientated in the 
longitudinal direction of the web. 
The invention will be described in the following with 

reference to the enclosed diagrammatic drawing, in 
which; 
FIG. 1 shows a packing material web indicating a row 

of packing blanks arranged one after the other, 
FIG. 2 shows a finished package and how the same is 

opened, 
FIG. 3 shows a method for the manufacture of pack 

ing material for packages in accordance with the inven 
tion, and 
FIG, 4 shows an enlarged cross-section through a 

packaging material web. 
FIG. 1 shows a packing material web 1, on which 

packing blanks 2 are arranged one after the other. In 
the figure are shown the packing blanks 2 before they 
are separated from the web but after the folding lines 
facilitating the folding have been put on the web 1. As 
is apparent from FIG. 1, the packing blanks 2 are ori 
ented across the packing material web 1, and each 
packing blank 2 has four side walls 4 and a longitudinal 
joint section 13, which is intended to be used as a con 
necting section when the packing blank 2 through fold 
ing has acquired tubular shape with square or rectangu 
lar cross-section. Each one of the packing blanks 2 is 
provided moreover with top closure sections 5,9,10, 
and bottom closure flaps 7,8,11. The hatched areas 6 
are meant to be punched away from the web and the 
punched away material has to be removed as unavoida 
ble waste. 
The top closure sections of the packing blank 2 com 

prise two rectangular sections 5 and two triangular sec 
tions 9, the sections 5 and 9 being joined to one another 
by means of triangular backfolding sections 10. The 
rectangular sections 5 as well as the backfolding sec 
tions 10 are joined moreover to the sealing section 3. 
At the formation of the top of the packages the tri 

angular sections 9 are folded in towards one another 
over the opening of the packing container, the back 
folding sections 10 coming to be located between the 
rectangular sections 5 and the triangular sections 9. 
The closure sections 3 will be placed together to form 
a flattened sealing fin 16. 
The bottom of the package is formed in a similar 

manner as the top of the package, but with the differ 
ence that the bottom-forming flaps 7,8,11,12 are not 
connected to any sealing section, but the sealing of the 
bottom is done in that the longer of the rectangular bot 
tom sections 8 with its outer part has to overlap the 
shorter rectangular flap 7 and that all the bottom-form 
ing sections are folded together in a flat bottom which 
is pressed together between heated surfaces so that the 
thermoplastic coatings are made to melt and retain the 
bottom-forming sections in the position where they are 
inserted in each other. 
In FIG. 2a is shown a finished package in which the 

folded together closure sections 3 form a sealing fin 16. 
The sealing sections 3 are sealed to each other along a 
sealing region 17, which in the case shown here does 
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not extend over the whole height of the sealing fin 16. 
By arranging the top closure of the package in the 

above manner a tight and stable package is obtained. 
However, if the package is to be manufactured e.g. of 
cardboard it will be very difficult to open it even if scis- 5 
sors or a knife are used, since it will be necessary to cut 
or clip through four layers of cardboard below the seal 
ing area 17 of the sealing fin, that is to say in the area 
marked 18 in FIG. 2a. 

If the packing material instead of cardboard is made 10 
of foamed plastic, e.g. an extruded polystyrene foam 
which is coated with a layer of homogeneous plastic 
oriented in longitudinal direction of the web the open 
ing work will become considerably easier, owing to the 
fact that an extruded film of polystyrene foam will be 
readily tearable without any weakening being provided 
beforehand in the packing material. This homogeneous 
foamed plastic layer can in fact be readily torn in orien 
tation direction, whilst it is very difficult to rip it in 
other directions. By using in this manner a polystyrene 
foam as a carrier packing material and an oriented ho 
mogeneous plastic film, preferably polystyrene film, as 
a coating material on the carrier layer, the packing ma 
terial can very easily be torn in the direction of orienta 
tion of the homogeneous plastic layer whilst it can be 
torn only with difficulty in other directions. As it is de 
sired in the present case to open the package by ripping 
up the sealing fin 16 below the sealing region 17, the 
packaging blanks are punched out of a web in the man 
ner as shown in FIG. 1, where the carrier packing mate 
rial layer consists of extruded polystyrene foam and the 
homogeneous plastic layer consists of polystyrene film 
which is molecule-oriented in longitudinal direction of 
the web. Since the homogeneous plastic layer in the 
embodiment shown here has its direction of orientation 
in the same direction as the length of the sealing fin 16, 
it becomes simple to rip off the sealing fin 16 along the 
area 18 below the sealing region 17, but for further fa 
cilitation of the tearing it is of course possible to pro- 40 
vide a light perforation or slots along the tearing area 
18. 
When the sealing fin 16 has been ripped up along the 

ripping area 18, as illustrated in FIG.2b. the ripped-up 
parts of the fin 16 are folded out or torn off, whereupon as 
the folded-in triangular flap 19 can be pulled out in the 
manner as shown in FIG. 2c to form a rhomboidal 
opening 20, through which the contents in the pack 
ages 14 become accessible. 
The invention also relates to the manner of manufac- so 

ture of a packing material of the kind which is used in 
packages in accordance with the invention, that is to 
say a packing material which consists of a web of poly 
styrene foam with a coat of homogeneous, molecule 
oriented plastic material, which is molecule-oriented in ss 
the direction of the web. The homogeneous plastic ma 
terial may preferably consist of homogeneous polysty 
rene film and the polystyrene foam web can likewise 
preferably be extruded. In Flg. 3 is shown how a previ 
ously manufactured, extruded polystyrene foam web 60 
30 is rolled off a cylinder 25 and is passed over guide 
rolls 26,27 and subsequently underneath an extruder 
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31. Through the extruder 31 is extruded a homogene 
ous polystyrene film 32 which is placed on the polysty 
rene foam web 30, whereupon the coated web 30 is in 
troduced between cooled press rolls 28,29 for a lamina 
tion of the material. 
By keeping the speed of the web 30 appreciably 

higher than the speed of extrusion of the polystyrene 
material from the extruder 31, a stretching of the ex 
truded polystyrene film 32 takes place, which stretch 
ing may be between 5 and 20 times. By virtue of the 
stretching in conjunction with the lamination a mole 
cule orientation of the extruded polystyrene plastic is 
achieved which, as described earlier, has the result that 
the layer of polystyrene plastic can readily be ripped 
open in the direction of orientation, whilst it can be 
torn only with difficulties in other directions. 

Finally in FIG. 4 is shown an enlarged cross-section 
through a manufactured packing material web, the pol 
ystyrene foam layer being marked 30 and the extruded 
and oriented homogeneous polystyrene layer marked 
32. 

It was found that an excellent packing material for 
the abovementioned purpose is obtained when a previ 
ously extruded polystyrene foam web of a thickness be 
tween 0.25 and 1.5 mm is coated with a homogeneous 
polystyrene film which in this orientated layer has a 
thickness between 0.02 and 0.2 mm. It was found that 
plastic material other than polystyrene can also be used 
as a coating layer, and it was found possible for exam 
ple to use polyethylene or polypropylene. The best re 
sults were achieved, however, with polystyrene as a 
coating material. 

It is also possible of course to coat the outside of the 
polystyrene foam with a plastic layer so as to enhance 
the appearance of the package. The polystyrene foam 
material is not moisture-absorbing in the same manner 
as paper or cardboard however, and an outside coating 
of plastic material is therefore not essential as a protec 
tion of the packages against atmospheric moisture. 
We claim: 
1. In a packaging container formed from a flat blank 

of a polystyrene foam packaging material having at 
least one layer of at least one homogeneous thermo 
plastic material thereon, the container having, at the 
top thereof, a sealing fin extending upwardly from the 
top of the package and transversely thereacross, said 
fin being formed by heat sealing together two sections 
of the blank, the improvement wherein the at least one 
layer of at least one homogeneous thermoplastic mate 
rial on the sections forming the fin are molecularly ori 
ented only in the longitudinal direction of the sealing 
fin across the top of the container, to facilitate tearing 
said fin to open the container. 

2. A packaging container as claimed in claim 1 
wherein the at least one homogeneous thermoplastic 
material is selected from the group consisting of poly 
styrene, polyethylene and polypropylene. 

3. A packaging container as claimed in claim 1 
wherein the at least one homogeneous thermoplastic 
material is polystyrene. 
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