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(57) ABSTRACT 
The present invention is directed to systems and methods for 
protecting a Solar cell. The Solar cell includes first solar cell 
portion. The first Solar cell portion includes at least one 
junction and at least one Solar cell contact on a backside of 
the first Solar cell portion. At least one bypass diode portion 
is epitaxially grown on the first solar cellportion. The bypass 
diode has at least one contact. An interconnect couples the 
Solar cell contact to the diode contact. 
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SOLAR CELL HAVING AN INTEGRAL 
MONOLITHICALLY GROWN BYPASS DODE 

0001. The present application claims priority from U.S. 
Provisional Patent Application No. 60/087,206 filed on May 
28, 1998. The contents of that application, in its entirety, is 
hereby incorporated by reference. 

BACKGROUND OF THE INVENTION 

0002) 1. Field of the Invention 
0003. The present invention relates to Solar cells. In 
particular, the present invention relates to methods and 
apparatuses for providing a Solar cell with an integral diode. 

0004 2. Description of the Related Art 
0005 Photovoltaic cells, commonly called Solar cells, are 
well-known devices which convert Solar energy into elec 
trical energy. Solar cells have long been used to generate 
electrical power in both terrestrial and Space applications. 
Solar cells offer Several advantages over more conventional 
power Sources. For example, Solar cells offer a clean method 
for generating electricity. Furthermore, Solar cells do not 
have to be replenished with fossil fuels. Instead, Solar cells 
are powered by the virtually limitleSS energy of the Sun. 
However, the use of Solar cells has been limited because 
Solar cells are a relatively expensive method of generating 
electricity. Nonetheless, the Solar cell is an attractive device 
for generating energy in Space, where low-cost conventional 
power Sources are unavailable. 

0006 Solar cells are typically assembled into arrays of 
Solar cells connected together in Series, or in parallel, or in 
a Series-parallel combination. The desired output Voltage 
and current, at least in part, determine the number of cells in 
an array, as well as the array topology. 

0007 AS is well known in the art, when all cells in an 
array are illuminated, each cell will be forward biased. 
However, if one or more of the cells is shadowed (i.e., not 
illuminated), by a satellite antenna or the like, the Shadowed 
cell or cells may become reversed biased because of the 
Voltage generated by the unshadowed cells. Reverse biasing 
of a cell can cause permanent degradation in cell perfor 
mance or even complete cell failure. To guard against Such 
damage, it is customary to provide protective bypass diodes. 
One bypass diode may be connected acroSS Several cells, or 
for enhanced reliability, each cell may have its own bypass 
diode. Multijunction Solar cells are particularly Susceptible 
to damage when Subjected to a reverse bias condition. Thus, 
multifunction cells in particular benefit from having one 
bypass diode per cell. Conventionally, a bypass diode is 
connected in an anti-parallel configuration, with the anode 
and the cathode of the bypass diode respectively connected 
to the cathode and the anode of the Solar cell, So that the 
bypass diode will be reversed biased when the cells are 
illuminated. When a cell is shadowed, current through the 
shadowed cell becomes limited and the shadowed cell 
becomes reverse biased. The bypass diode connected acroSS 
the shadowed cell in turn becomes forward biased. Most of 
the current will flow through the bypass diode rather than 
through the Shadowed cell, thereby allowing current to 
continue flowing through the array. In addition, the bypass 
diode limits the reverse bias Voltage across the Shadowed 
cell, thereby protecting the shadowed cell. 
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0008. Several different conventional methods have been 
used to provide Solar cells with bypass diode protection. 
Each conventional method has its drawbacks. For example, 
in an attempt to provide increased bypass protection, one 
method involves locating a bypass diode between adjacent 
cells, with the anode of the bypass diode connected to one 
cell and the cathode of the diode connected to an adjoining 
cell. However, this technique requires that the cells be 
assembled into an array before the bypass diode protection 
can be added. This assembly method is difficult and ineffi 
cient. Furthermore, this technique requires the bypass diodes 
to be added by the array assembler, rather than the cell 
manufacturer. In addition, this technique requires the cells to 
be spaced far enough apart So as to accommodate the bypass 
diode. This spacing results in the array having a lower 
packing factor, and thus, the array is less efficient on an area 
basis. 

0009. Another conventional technique providing a 
bypass diode for each cell requires that a receSS be formed 
on the back of the cell in which a bypass diode is placed. 
Each cell is provided with a first polarity contact on a front 
Surface of the cell and a Second polarity contact is provided 
on a back Surface of each cell. An “S” shaped interconnect 
must then be welded from a back Surface contact of a first 
cell to a front Surface contact of an adjoining cell. Thus, this 
technique disadvantageously requires the cells to be spaced 
far enough apart to accommodate the interconnect which 
must pass between the adjoining cells. Additional disadvan 
tages of this method include the possibility of microcracks 
generated during formation of the recess. In addition, this 
technique requires a thick bondline of adhesive, thereby 
adding StreSS-risers, increasing StreSSes generated during 
temperature cycling. Furthermore, the present conventional 
technique requires the connection of the interconnect to the 
adjoining cell to be performed by the array assembler as 
opposed to the cell manufacturer. 

SUMMARY OF THE INVENTION 

0010. One embodiment of the present invention advan 
tageously provides methods and Systems for efficiently 
providing an integral bypass diode on a Solar cell. In one 
embodiment, the Solar cell is a multijunction cell. The 
bypass diode is monolithically grown over at least a portion 
of the Solar cell. In another embodiment, the Solar cell is 
formed from at least group III, IV, or V materials. In still 
another embodiment, the diode includes at least an N-type 
GaAS layer and a P-type GasAS layer. In yet another 
embodiment, the diode is formed using lower bandgap 
materials, Such as germanium or InGaAS. 

0011. In one embodiment, the solar cell includes a ger 
manium Ge substrate. The Ge substrate may further include 
a photoactive junction. In yet another embodiment, the 
substrate is formed from at least one of the following 
materials: Semiconductors, Such as GaAS, Si, or InP, and 
insulators, Such as Sapphire. In one embodiment, the Sub 
Strate is a Single crystal. 

0012. In yet another embodiment, a C-clamp conductor 
interconnects at least one Solar cell contact to at least one 
bypass diode contact. In another embodiment, an integrally 
metallized layer is used to interconnect at least one Solar cell 
contact to at least one bypass diode contact. In Still another 
embodiment, the integrally metallized layer is deposited 
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over an insulating layer to prevent the integrally metallized 
layer from shorting to one or more other layers. 

0013 In one embodiment, a cap layer interconnects a first 
diode polarity with the Solar cell. In yet another embodi 
ment, the bypass diode is epitaxially grown on a Solar cell 
having one or more junctions. In Still another embodiment, 
the solar cell may be formed from at least one or more of the 
following materials: GaAs, InP, GainP, and AlGaAs. In 
another embodiment, other III-V compounds are used to 
form at least a portion of the Solar cell. 

BRIEF DESCRIPTION OF THE DRAWINGS 

0.014. These and other aspects, advantages, and novel 
features of the invention will become apparent upon reading 
the following detailed description and upon reference to 
accompanying drawings in which: 

0.015 FIG. 1 illustrates a first processing step used to 
construct one embodiment of the present invention; 
0016 FIG. 2 illustrates a second processing step used to 
construct one embodiment of the present invention; 
0017 FIG. 3 illustrates a third processing step used to 
construct one embodiment of the present invention; 
0.018 FIG. 4 illustrates a fourth processing step used to 
construct one embodiment of the present invention; 
0.019 FIG. 5 illustrates a fifth processing step used to 
construct one embodiment of the present invention; 
0020 FIG. 6 illustrates a sixth processing step used to 
construct one embodiment of the present invention; 
0021 FIG. 7 illustrates a seventh processing step used to 
construct one embodiment of the present invention; 
0022 FIG. 8 illustrates an eighth processing step used to 
construct one embodiment of the present invention; 
0023 FIG. 9 illustrates a ninth processing step used to 
construct one embodiment of the present invention; 
0024 FIG. 10 illustrates a tenth processing step used to 
construct one embodiment of the present invention; 

0025 FIG. 11 illustrates one embodiment of the present 
invention, including a discrete interconnect; 

0.026 FIG. 12 illustrates one embodiment of the present 
invention, including an integral interconnect; 

0027 FIG. 13A illustrates a perspective view of one 
embodiment of the present invention; 
0028 FIG. 13B illustrates in greater detail the bypass 
diode illustrated in FIG. 13A. 

0029 FIG. 14A illustrates one embodiment of the 
present invention with a buried bypass diode; 

0030 FIG. 14B illustrates the embodiment of FIG. 14A 
after further processing acts are performed; 

0031 FIG. 15A illustrates a first method of interconnect 
ing Solar cells, and 

0032 FIG. 15B illustrates a second method of intercon 
necting Solar cells. 
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DETAILED DESCRIPTION OF THE 
PREFERRED EMBODIMENTS 

0033. The present invention relates to a solar cell with at 
least one integral bypass diode. The Solar cell may be a 
Single junction or multijunction cell. AS discussed below, in 
one embodiment, a bypass diode is epitaxially grown on a 
multijunction Solar cell. The Solar cell/bypass diode device 
may be interconnected with other Solar cells to form Series 
and/or parallel Strings of Solar cells. The Strings may be 
further connected to form a reliable and robust Solar cell 
array. The Solar cell array may be mounted to a Space 
vehicle, thereby providing power to the Space vehicle. 
0034 FIG. 1 shows a sequence of III-V layers 106-122 
which are grown Sequentially on a Ge Substrate 102 in one 
embodiment of the present invention to form a multijunction 
Solar cell 100. The Ge Substrate 102 may further include a 
photoactive junction. In one embodiment, the layers are 
epitaxially grown, meaning that they replicate the Single 
crystalline Structure of material. The growth parameters 
(deposition temperature, growth rate, compound alloy com 
position, and impurity dopant concentrations) are preferably 
optimized to provide layers with the desired electrical quali 
ties and thickness, to thereby obtain the required overall cell 
performance. The epitaxial techniques which may be used to 
grow the cell layers include, by way of example, MOCVD 
(metal-organic chemical vapor deposition) epitaxy, Some 
times called OMVPE (organic-metallic vapor phase epit 
axy), MBE (molecular beam expitaxy), and MOMBE 
(metal-organic molecular beam epitaxy). 
0035) In the illustrated embodiment, an N doped GaAs 
base layer 106 is grown over and overlays at least a portion 
of the substrate 102. At the interface between layer 102 and 
layer 106 a photoactive junction is formed. In one embodi 
ment, the photoactive junction is an N+GaAS/N+Ge het 
erodiode In another embodiment, if an N/P configuration is 
to be grown, a P-type Ge Substrate 102 is used, and diffusion 
of AS from the layer 106 forms an N/P junction in the 
Substrate 102. 

0036) As illustrated in FIG. 1, a highly P doped GaAs 
emitter layer 108 is grown over at least a portion of the GaAs 
base layer 106. The base layer 106 and the emitter layer 108 
together form a lower cell Stage. A highly P doped AlGaAS 
window layer 110 overlays the emitter layer 108. A tunnel 
diode, including very highly doped P and N layers 112, 114 
is grown over the window layer 110. A Second, or upper cell 
Stage, including an N doped base layer 116 and a highly P 
doped emitter layer 118, is formed over the tunnel diode. 
0037. In one embodiment, the last two layers grown for 
the Solar cell are respectively a highly P doped AlGaAs 
window 120, which is a thin, transparent layer that passi 
Vates (reduces carrier recombination) the Surface of the 
emitter layer 118 of the top cell (GainP), and a GaAs 
cap-layer 122 onto which the front Surface ohmic contacts 
are deposited. In one embodiment, the contacts are in 
grid-finger form, to balance low electrical resistance and 
high optical transparency. However, other contact patterns 
may be used as well. In the present embodiment, as 
described below, the integral bypass diode is included in the 
monolithically-grown cell Structure by the growth of Several 
additional layers. The cap layer 122 is Selectively removed 
between the gridlines, and anti-reflective coatings are depos 
ited over the top window layer 120. 
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0038. It will be understood by one of ordinary skill in the 
art, that the three cell, three-junction, Solar cell 100, illus 
trated in FIG. 1, is only one of many possible cell embodi 
ments which can be used with the present invention. In 
another embodiment, a complementary Structure, with the 
polarities of one or more layerS Switched (i.e. Ndoped layers 
are, instead, P doped, and P doped layers are, instead, N 
doped), may be used. For example, the cell and diode 
configurations illustrated in the figures and discussed below, 
can be changed from P/N to N/P. Also, the doping concen 
trations or layer thicknesses may be varied. Furthermore, in 
other embodiments, the Solar cell 100 may include four or 
more photovoltaic cells, or only one or two cells. Similarly, 
the Solar cell may alternatively include only one junction or 
two or more junctions. By way of example, in one embodi 
ment, the cell 100 may include four junctions. 
0039. Furthermore, the solar cell 100 may include cells 
made from other materials, such as AlGaAS or InP. In other 
embodiments, the Substrate 102 may be formed using a 
variety of different materials. For example, the solar cell 100 
may use other Semiconductors, Such as GaAS, Si, or InP for 
the Substrate, rather than the Ge Substrate 102 illustrated in 
FIG. 1. Alternatively, insulating Substrates, Such as Sap 
phire, may be used. In one embodiment, the Substrate 102 is 
a single crystal. If the solar cell 100 is intended for space use, 
Such as on a Space vehicle or Satellite, then the cell materials 
are preferably Space-qualified for the appropriate Space 
environment. For example, the Solar cell 100 and bypass 
diode may be space qualified to operate in an AMO radiation 
environment. 

0040. One method of fabricating the bypass diode will 
now be described. As illustrated in FIG. 2, the bypass diode 
212 is included in the Solar cell Structure using additional 
five grown layers 202, 204, 206, 208, 210. 
0041 AS previously described, in one embodiment, the 
layers 106-122, comprising the photovoltaic portions of the 
multijunction Solar cell 100, are first grown, and the growth 
cycle is continued to grow the additional layers 202-210. 
From the P-type GaAs cap layer 122 used for front grid 
contacts, the additional layers in order are: 

0042 the highly doped N-GaAs connecting layer 
202 used to reduce contact resistance to the N-GaAS 
diode layer 206 and to the highly doped GaAs cap 
layer 122. 

0043 the stop-etch layer 204 (highly N-doped 
AlGaAs or GalnP) used to allow controlled etch 
removal of the three diode layers 206-210. 

0044 the N doped GaAs layer 206, comprising the 
negatively doped part of the bypass diode 212. 

0045 the P doped GaAs layer 208, comprising the 
positively doped part of the of the bypass diode 212. 

0046 the highly doped P-GaAs cap layer 210, used 
to provide good metallic contact to the P-layer 208 of 
the diode 212. 

0047. However, as will be appreciated by one of ordinary 
skill in the art, other embodiments of the present invention 
may utilize a different number of layers, formed from 
different types of materials, and having different dopants 
than the embodiment described above. For example, the use 
of the complementary structure, that is, N/P rather than P/N, 
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can similarly consist of N/P multifunction solar cells, and an 
N/P bypass diode. Also, the diode 212 may be formed using 
lower bandgap materials, Such as germanium or InGaAS. In 
another embodiment, the layer 202 may be omitted, leaving 
the layer 204 to provide Stop-etching and electrical conduc 
tion. 

0048. A description of one method of processing a wafer 
to form one embodiment of the invention will now be 
described. In the present embodiment, the process Steps are 
used to grow, define by mesa etch, and interconnect one 
embodiment of the bypass diode 212 into the cascade 
(multifunction) cell 100. 
0049 First, the photoactive solar cell layers and the diode 
layers illustrated in FIG. 2 are epitaxially grown using 
conventional MOCVD and/or MBE technologies. As illus 
trated in FIG. 3, the front surface of the grown layer 
Sequence is protected with a photoresist layer 302, which is 
exposed through a photomask (not shown) patterned to leave 
the diode layers covered with resist. As illustrated in FIG. 4, 
the diode cap layer 210 and the N and P diode layers 206, 
208 are etched down to the stop-etch layer 204. The etching 
may be performed using citric acid heated to 45 C. As 
illustrated in FIG. 5, the stop etch layer 204 is removed 
where the photoresist layer 302 does not mask, and appro 
priate portions of the N doped GaAS connecting layer 202 is 
exposed. If the stop etch layer 204 is AlGaAs, then in one 
embodiment, the etchant may be BHF (buffered hydrofloric) 
acid. If the stop etch layer 204 is GalnP, then in another 
embodiment, the etchant may be HC1. As illustrated in FIG. 
6, the photoresist layer 302 is removed using acetone. 
MicroStripping techniques may be used to remove any 
residual photoresist left remaining after the acetone removal 
proceSS. 

0050. Once the photoresist layer 302 is removed, the 
front contact fabrication process, including corresponding 
photoresist coating, baking, exposing, developing, metal 
evaporation, and lift off operations, can take place. Another 
photoresist layer (not shown) is coated over the whole 
Surface. The photoresist layer is then baked and exposed 
with a photomask which leaves opened areas where contacts 
are to be deposited to the front Surface gridlines and pads, to 
a small region of the exposed N doped GaAs layer 202, and 
to the diode cap layer 210. Metals, predominantly including 
Ag, are evaporated into the exposed areas and over the 
remaining photoresist layer. In addition to the two contact 
areas 702, 704 illustrated in FIG. 7, the photoresist also 
provides open slots in the photoresist, to provide gridlines, 
and barS/pad contacts to the cell. Next, a lift-off process is 
performed. The Solar cell slice 100 is immersed in acetone, 
causing the photoresist to Swell, and thereby breaks the 
metal film everywhere except on the regions designated to 
retain contacts, including contacts 702, 704. 
0051 AS illustrated in FIG. 8, metals, predominantly 
including Ag, are evaporated over the back Surface of the Ge 
Substrate 102 to form a back metal contact 802. The contacts 
702, 704, 802 are then heat-treated or sintered. Using the 
front contact metals 702, 704 as etch-masks, the GaAs cap 
layer 122 is etched off the major part of the exposed front 
surface, as illustrated in FIG. 9. The cap layer 122 remains 
under the metallized areas, forming part of a low resistance 
contact mechanism. 

0.052 As illustrated in FIG. 10, the diode pad metal 
contacts 702, 704, and the Small contacts shown around the 
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diode 212 are protected with a resist mask, and on the rest 
of the surface, an anti-reflecting layer 1002 is deposited. As 
illustrated in FIG. 11, the top, P-side, diode contact 702 is 
connected to the back cell (N-grid) contact 802 by bonding 
a thin interconnect 1102. Thus, in one embodiment, the 
electrical connection between the P-layer 208 of the P/N 
GaAS diode 212 and the backside of the N doped Ge 
substrate 102 is formed by a C-clamp 1102, which is bonded 
to both the front diode contact 702 and the rear Ge contact 
802. Thus, the bypass diode 212 is connected across both of 
the photovoltaic cells. In other embodiments, the bypass 
diode may be used to bypass one or more photovoltaic cells. 
Thus, one embodiment of the present invention can be used 
to bypass all the cells in a solar cell structure 100, or less 
than all the cells in the Solar cell structure 100. 

0.053 A variety of other interconnect techniques may be 
used to connect the Solar cell to the bypass diode. The final 
choice may depend on the additional complexity and the 
effect on cell yields and costs which results from the use of 
these alternative approaches. By way of example, descrip 
tions of several others follow. 

0.054 As illustrated in FIG. 12, in one embodiment, a 
Short contact between the diode top contact and a metallized 
area on a Small trough etched down through the cascade cell 
layers 1206-1218 to expose the Ge Substrate 1204 may be 
used, rather than a C-clamp. The trough may remove leSS 
than 1% of the active cell area, and may be located close to 
the top contact of the bypass diode. AS in the previous 
embodiment, the embodiment illustrated in FIG. 12 
includes a front metal contact 1224, a rear metal contact 
1202, and an anti-reflective coasting 1226. Several different 
contact configurations may be used. By way of example: 

0055) a) In one embodiment (not shown), a short 
discrete metal interconnect is bonded to the diode 
contact at one end, and is bonded directly to the Ge 
Surface exposed in the trough. Preferably, the intercon 
nect is gold-plated. A variety of techniques may be used 
to make the bond. In one embodiment, the bond is made 
using eutectic Au-Ge Soldering. 

0056 b) If (a), direct bonding to the Ge surface is 
difficult or undesirable, then, in another embodiment, 
an additional Step may be added to the normal cell 
processing. The front Surface is masked at Substantially 
all regions except where the Ge contact area is needed 
using dry film or liquid photoresist. Then, when the 
front metal contacts are deposited through another 
photoresist mask to form the grid, ohmic and diode 
contacts, the edges of the trough may be protected with 
resist by using an opened area just inside the etched 
area. The metal for contacting the N-Ge may be 
deposited in the same or a similar deposition Sequence 
as when the front contacts to the cascade cell 100 and 
the diode contacts 702, 704 are formed. In the present 
case, Tiau Ag or equivalent contacts may serve for the 
exposed areas on the front Surface. A Short discrete 
metal interconnect is bonded to the diode P-contact and 
the contact to the N-Ge. 

0057 c) As illustrated in FIG. 12, in a fully monolithic 
Structure, a trough or receSS is etched to the Ge inter 
face 1204 through the diode and cell layers 1206-1218. 
Thus, the wall or walls of the trough are formed by the 
cell layers. A mask is then used to expose the edges of 
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the trough, and an insulating layer 1220 is deposited on 
the layer edges and on the area between the diode cap 
layer 1218 and the trough. Another mask, which can be 
included in the main front contact mask, is used to 
deposit metal 1222, which connects the front contact of 
the diode to the trough exposing the Ge substrate 1204. 
In another embodiment, no diode contacts are neces 
Sary for the Substrate-to-diode interconnect 1222. 

0.058 FIG. 13A illustrates a perspective view of one 
embodiment of the solar cell 100, including the bypass diode 
circuit 212. The front Surface of the Solar cell 100 includes 
grid lines 1302 interconnected by an ohmic bar 1306. The 
bar 1306 is shaped to provide an area or recess where the 
diode 212 is formed. In one embodiment, the diode 212 is 
interconnected to the back contact 802 of the Solar cell 100 
using the C-clamp connector 1102 illustrated in FIG. 11. 
FIG. 13B illustrates in greater detail the bypass diode 212 
illustrated in FIG. 13A. In one embodiment, the sides of the 
diode 212 are interdigitated with the ohmic bar 1306. Thus, 
the distance between the diode 212 and the bar 1306 is 
reduced and more of the bar 1306 is in proximity with the 
diode 212. 

0059) As illustrated in FIG. 13A, in one embodiment, 
three tabs 1304 are mounted on the Solar cell 100 for 
interconnection to an adjoining assembly. The tabs 1304 
may include a U-shaped StreSS relief Section, also called a 
Z-tab. A first side of each of the tabs 1304 is connected to 
an anode of the cell 100. The solar cell 100 may be 
interconnected to a Second Solar cell by connecting a Second 
side of the tabs 1304 to a cathode of the second Solar cell. 
In one embodiment, the tabs are formed from silver, silver 
Invar, or Silver-clad molybdenum materials. 
0060 A coverglass (not shown) may be used to protect 
the Solar cell/bypass diode device. For Space applications, 
the coverglass may be composed of ceria-doped borosilicate 
coverglass. In one embodiment, the coverglass may have a 
thickness around 50 um to 200 um. The ceria-doped cover 
glass provides radiation resistant Shielding for charged and 
uncharged particles. In one embodiment, the coverglass will 
remain Substantially transparent when exposed to an AMO 
Space radiation environment spectrum (the spectrum found 
at Earth's orbit around the Sun, outside of Earth's atmo 
sphere). A major advantage of one embodiment of the 
integral bypass diode is that the diode does not extend above 
the front Surface of the Solar cell 100, and therefore does not 
require the use of a notched or Slotted coverglass to accom 
modate the integral diode. However, in another embodiment, 
the integral diode may extend above the front or top Surface 
of the Solar cell 100. One skilled in the art will understand 
that other Suitable coverglass materials and dimensions can 
be used as well. 

0061 FIG. 14A illustrates still another embodiment of 
the present invention. The illustrated Solar cell 1400 includes 
a novel buried protective bypass diode 1410. As with the 
bypass diode 212, the protective bypass diode 1410 is used 
to protect the Solar cell from reverse bias conditions which 
can result from the Shadowing of the cell. 
0062) The exemplary grown layer sequence illustrated in 
FIG. 14A is similar to that of FIG. A. Two additional 
buried layers 1406, 1408 are provided for polarity matching 
with the Ge-- emitter 1404. The Solar cell 1400 includes a Ge 
substrate 1402 over which the Ge emitter layer 1404 is 
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grown. Isolated diode layers 1412-1420 form a portion of 
the bypass diode function. Layers 1422, 1424 form the 
conventional top cell, over which is a window layer 1426, 
and a cap layer 1428. In another embodiment, a comple 
mentary Structure, with the polarities of one or more layers 
switched from those illustrated in FIG. 14A (i.e. P doped 
layers are, instead, Ndoped, and N doped layers are, instead, 
P doped), may be used. 
0.063 AS similarly described above, the Solar cell is 
processed, and, as illustrated in FIG. 14B, a back metal 
contact 1430 and a front metal diode contact 1440 are 
formed. In addition, an anti-reflective coating 1432 is 
applied. 

0064. In one embodiment, a short integral connector 
1436 is formed over an insulator 1434 from the cap layer 
1428 on a small trough 1438 etched down through the cell 
layers 1420-1412 to the tunnel diode layer 1408. An inter 
connect, Such as a C-clamp 1442, may then be used to 
connect the front metal contact 1440 and the back metal 
contact 1430. Thus, the bypass diode 1410 is connected in 
an anti-parallel configuration with respect to the photovol 
taic portions of the solar cell 1400 and thereby is configured 
to provide reverse bias protection to the photovoltaic por 
tions of the Solar cell 1400. 

0065. Using at least some of the techniques described 
above, a Solar cell incorporating an integral diode onto 
cascaded cells has achieved efficiencies of well over 21%, 
and even over 23.5%. These efficiencies are comparable to 
conventional cascade cells lacking the integral bypass diode. 
In one embodiment, the integral bypass diode has a forward 
bias Voltage drop of approximately 1.4 to 1.8 volts when 
conducting 400 mA of forward current. The reverse break 
down voltage is Sufficient to block current passing into the 
bypass diode when the Solar cell is forward biased during 
normal, unshadowed, illumination. In one embodiment, the 
reverse breakdown voltage is greater than 2.5V. 
0.066 Furthermore, samples of one embodiment of the 
present invention, with cell areas of approximately 24 cm, 
have sustained repeated 10-second pulses of 400 mA of 
reverse current with no significant change in performance. 
Thus, for example, when one batch of Solar cells incorpo 
rating one embodiment of the integral diode were Subjected 
to 2500 pulses of 400 mA reverse current, the following 
performance changes were observed: 

Pre-test Post-test 
Parameter Measurement Measurement 

VOC (OPEN CIRCUIT VOLTAGE) 2476 mV 2476 mV 
ISC (SHORT CIRCUIT CURRENT) 360.5 mA 359.0 mA 
CFF (CURVE FIELD FACTOR) 81.5% 81.5% 
Efficiency 22.1% 22% 

0067. In other testing, when a reverse current greater in 
magnitude than ISC passed through the solar cell 100, the 
area around the diode showed an increase in temperature of 
only 10-12 C. This small increase in temperature does not 
have an appreciable affect, either on the performance of the 
photovoltaic portions of the cell, or on the integral diode. 
0068. In another preferred embodiment, the solar cell 
design described above is modified to even further facilitate 
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its use in either space-based or terrestrial-based concentrator 
Systems. Just as in non-concentrator Systems, there is a need 
to protect against Shadowing of the Solar cells from clouds, 
birds, buildings, antennas, or other Structures. Thus, protec 
tive diodes are still used to protect Solar cells from reverse 
bias conditions resulting from Shadowing. However, Solar 
cells in concentrator assemblies typically generate much 
more power than non-concentrator Solar cells. Thus, the 
protective diodes need to be capable of dissipating heat 
asSociated with the much greater power that is bypassed. 
0069. In one embodiment, distributing multiple separated 
bypass integral diodes acroSS at least a portion of the Surface 
of the Solar cell helps distribute the heat dissipation. Thus, 
each of the multiple integral diodes bypasses a portion of the 
reverse bias power, and correspondingly dissipates a portion 
of the associated heat. Thus, a Single integral diode does not 
have to bypass all the reverse bias power or dissipate all the 
heat associated with Such bypass function. The multiple 
integral bypass diodes may be formed using the same 
technique described above with regard to forming one 
integral diode. In one embodiment, different photomasks are 
used to form the diodes and diode contacts. 

0070 FIG.15A illustrates one method of interconnecting 
in Series Solar cells having integral bypass diodes. By way 
of example, two solar cells 1502, 1510, with corresponding 
integral bypass diodes 1504, 1514, are interconnected to 
form a solar cell string 1500. A first interconnect 1508 is 
connected to a front contact 1506, overlaying cascaded cells 
of the solar cell 1502, and to a front contact 1512, overlaying 
the integral bypass diode 1514 of the Solar cell 1510, thereby 
electrically coupling the Solar cells 1502, 1510. The first 
interconnect 1508 maybe a jumper bar, wire, or the like. A 
Second interconnect 1518 is connected to the front contact 
1506 of the Solar cell 1502, and to a back contact 1516 of the 
Solar cell 1510. The second interconnect 1518 may be a 
Z-tab, wire, or the like. In the illustrated embodiment, the 
bypass diodes 1504, 1514 are conveniently located on the 
edge or side opposite the Ohmic cell contact pads 1506, 
1520. 

0071 FIG. 15B illustrates another method of intercon 
necting in Series Solar cells having integral bypass diodes. AS 
in the previous example, the first interconnect 1508 is 
connected to the front contact 1506 of the Solar cell 1502, 
and to the front contact 1512 of the Solar cell 1510. The 
Second interconnect 1518 is connected to the front contact 
1512 and to the back contact 1516 of the Solar cell 1510. The 
second interconnect 1518 may be a C-clamp, wire, or the 
like. This embodiment can advantageously use only one 
interconnect between two adjacent cells, and the Series 
connection between the cells can be made on the front 
Surfaces of the cells. Thus, by way of example, the cells can 
first have their corresponding C-clamps individually affixed 
by the cell manufacturer. The Solar cell panel assembler can 
then appropriately position the cells in long Strings, and then 
interconnect the front contacts of the cells as illustrated in 
FIG. 15B. This procedure can provide for the efficient, high 
yield manufacture of Solar cells, Solar cell Strings, and Solar 
cell panels. 

0072 While certain preferred embodiments of the inven 
tion have been described, these embodiments have been 
presented by way of example only, and are not intended to 
limit the Scope of the present invention. 
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What is claimed is: 
1. A protected Solar cell circuit comprising: 
a first photovoltaic cell; 
a first contact coupled to Said first photovoltaic cell; 
a Second photovoltaic cell overlaying at least a portion of 

Said first photovoltaic cell; 
a cap layer overlaying at least a portion of Said Second 

photovoltaic cell; 
an epitaxially grown diode overlaying at least a portion of 

Said cap layer; 
a Second contact formed on at least a portion of Said cap 

layer; 

a first conductor electrically coupling Said diode to Said 
first contact; and 

a Second conductor electrically coupling Said bypass 
diode to Said Second contact So that Said diode acts as 
a bypass diode for Said first and Said Second photovol 
taic cells. 

2. The protected Solar cell circuit as defined in claim 1, 
wherein Said Solar cell circuit is formed from at least Group 
III and Group V elements. 

3. The protected Solar cell circuit as defined in claim 1, 
further comprising a window layer located between Said cap 
layer and Said Second photovoltaic cell. 

4. The protected Solar cell circuit as defined in claim 1, 
further comprising a germanium Substrate. 

5. The protected Solar cell circuit as defined in claim 1, 
further comprising a GaAS Substrate. 

6. The protected Solar cell circuit as defined in claim 1, 
further comprising an insulating Substrate. 

7. The protected Solar cell circuit as defined in claim 1, 
wherein Said bypass diode is space qualified to operate in an 
AMO environment. 

8. A Solar cell circuit comprising: 
a multijunction Solar cell device having at least two 

photovoltaic cells, and 
a first bypass diode epitaxially grown on Said multijunc 

tion Solar cell portion to protect at least a first and a 
Second of Said at least two photovoltaic cells. 

9. The Solar cell circuit as defined in claim 8, wherein said 
multijunction Solar cell portion includes at least a first cell 
and a Second cell and Said first bypass diode portion includes 
a first contact and a Second contact. 

10. The Solar cell circuit as defined in claim 9, further 
comprising: 

a third contact coupled to Said first cell; 
a cap layer overlaying at least a portion of Said Second 

cell; 
a fourth contact coupled to Said cap layer; 
a first conductor coupling first contact to Said third 

contact; and 

a Second conductor coupling Said Second contact to Said 
fourth contact. 

11. The Solar cell circuit as defined in claim 10, wherein 
Said fourth contact is located at the bottom of a recessed 
region. 
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12. The Solar cell circuit as defined in claim 11, further 
comprising a Substrate, wherein recessed region extends 
down to Said Substrate. 

13. The Solar cell circuit as defined in claim 11, further 
comprising at least a Second diode portion. 

14. The Solar cell circuit as defined in claim 11, wherein 
formation of Said recessed region reduces the active cell area 
by less than 1%. 

15. The Solar cell circuit as defined in claim 10, wherein 
Said first conductor is a monolithic conductor. 

16. The Solar cell circuit as defined in claim 10, wherein 
Said first conductor is a discrete metal interconnect. 

17. The Solar cell circuit as defined in claim 10, wherein 
Said first conductor is a C-clamp metal interconnect. 

18. A Solar cell device comprising: 
a GaAS-type cell; 

a first contact coupled to Said GaAS-type cell; 
a tunnel diode overlaying at least a portion of Said 

GaAS-type cell; 
a Ganp-type cell overlaying at least a portion of Said 

tunnel diode; 
a cap overlaying at least a portion of Said Ganp-type cell; 

a Second contact overlaying at least a portion of Said cap; 
an epitaxially grown bypass diode overlaying at least a 

portion of Said cap; 

a third contact coupled to Said bypass diode; 
a fourth contact coupled to Said bypass diode, 

a first conductor which couples Said Second contact and 
Said third contact; and 

a Second conductor which couples Said first contact and 
Said fourth contact. 

19. A Solar cell device comprising: 
a first cell; 

a first contact coupled to Said first cell; 
a Second cell overlaying at least a portion of Said first cell; 

a Second contact coupled to Said Second cell; 
an epitaxially grown diode overlaying at least a portion of 

Said Second cell; 

a first conductor electrically coupling Said bypass diode to 
Said first contact; and 

a Second conductor electrically coupling Said bypass 
diode to Said first contact. 

20. A protected Solar cell circuit comprising: 

a first Solar cell portion including at least one junction and 
at least one Solar cell contact on a backside of Said first 
Solar cell portion; 

at least one bypass diode portion epitaxially grown on 
Said first Solar cell portion, Said bypass diode having at 
least one contact; and 

a discrete interconnect coupling Said Solar cell contact to 
Said diode contact. 
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21. A protected Solar cell circuit as defined in claim 20, 
further comprising a plurality of other Solar cell portions 
coupled in Series or in parallel with Said first Solar cell 
portion. 

22. A Spacecraft comprising: 
a first Solar cell used to power said Spacecraft, wherein 

Said first Solar cell includes at least: 

a cap layer; 

a contact formed on Said cap layer 
an integral bypass diode overlaying at least a portion of 

Said cap layer, Said bypass diode having at least one 
contact; and 

an interconnect coupling Said cap layer contact to Said 
diode contact; and 

a Second Solar cell used to power Said Spacecraft, Said 
Second Solar cell coupled to Said first Solar cell. 

23. A Solar cell assembly comprising: 
a means for converting Solar cell energy into electrical 

energy, Said means for converting Solar energy having 
a plurality of cells, 

a means for accepting a contact overlaying at least a 
portion of Said means for converting Solar energy; 

a contact overlaying at least a portion of Said means for 
accepting a contact; and 

a means for protecting Said means for converting Solar 
energy from a reversed biased condition, wherein said 
means for protecting is coupled to Said contact using a 
means for conducting. 

24. A method of fabricating a Solar cell circuit, comprising 
the acts of: 

providing a first photovoltaic cell; 
providing a Second photovoltaic cell coupled to Said first 

photovoltaic cell; 
providing a cap layer coupled to Said Second photovoltaic 

cell; and 
providing an integral bypass diode coupled to Said cap 

layer. 
25. A method of fabricating a protected Solar cell circuit, 

comprising the acts of: 
growing a first plurality of layers to form at least a part of 

a multifunction Solar cell; 
growing a Second plurality of layers over at least a portion 

of said first plurality of layers to form a diode; 
etching away at least a portion of Said Second plurality of 

layers, 

providing a first contact on at least a portion of one of Said 
first plurality of layers, 

providing a Second contact on at least a portion of one of 
Said Second plurality of layers, and 

coupling Said first contact to Said Second contact, wherein 
Said diode acts as a bypass diode. 

26. The method of fabricating a protected Solar cell circuit 
as defined in claim 25, wherein said first set of layers 
includes at least one cap layer. 
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27. The method of fabricating a protected Solar cell circuit 
as defined in claim 26, wherein Said first contact is posi 
tioned at least partly on Said cap layer. 

28. The method of fabricating a protected Solar cell circuit 
as defined in claim 25, wherein Said first contact is coupled 
to Said Second contact using an integral conductor. 

29. The method of fabricating a protected Solar cell circuit 
as defined in claim 25, wherein Said first contact is coupled 
to Said Second contact using a discrete conductor. 

30. A protected Solar cell circuit comprising: 
a Substrate; 
a first photovoltaic cell coupled to Said Substrate; 
a Second photovoltaic cell coupled to Said first photovol 

taic cell; 
an epitaxially grown bypass diode coupled to Said Second 

photovoltaic cell; 
a recessed region having at least one wall defined by at 

least Said first photovoltaic cell, Said Second photovol 
taic cell, and Said diode, Said recessed region extending 
from Said diode to Said Substrate; 

an insulator deposited on Said at least one wall of Said 
recessed region; and 

a conductive material deposited on at least a portion of 
Said diode and at least a portion of Said insulator So as 
to electrically couple Said diode to Said Substrate. 

31. A Solar cell circuit comprising: 
a first photovoltaic portion; 
a Substrate; and 
a diode used to provide reverse bias protection formed 

between Said first photovoltaic portion and Said Sub 
Strate. 

32. The Solar cell circuit as defined in claim 31, further 
comprising a Second photovoltaic portion. 

33. The Solar cell circuit as defined in claim 31, wherein 
said first photovoltaic portion has a PIN structure. 

34. The Solar cell circuit as defined in claim 31, wherein 
said bypass diode has an N/P structure. 

35. The Solar cell circuit as defined in claim 31, wherein 
said bypass diode has a P/N structure. 

36. The Solar cell circuit as defined in claim 31, wherein 
said first photovoltaic portion has an N/P structure. 

37. A method of interconnecting Solar cells, comprising: 
interconnecting a first contact of a first Solar cell, Said first 

Solar cell having an integral bypass diode, with a first 
contact of a Second Solar cell; and 

interconnecting Said first contact of Said first Solar cell 
with a Second contact of Said Second Solar cell. 

38. The method of interconnecting Solar cells as defined 
in claim 37, wherein said first contact of said first Solar cell 
is interconnected to Said Second contact of Said Second Solar 
cell using a Z-tab interconnect. 

39. The method of interconnecting Solar cells as defined 
in claim 37, wherein the integral diode of said first solar cell 
is Spaced away from Said first contact in a first direction. 

40. A method of interconnecting Solar cells, comprising: 
interconnecting a first contact of a first Solar cell, Said first 

Solar cell having an integral bypass diode, with a first 
contact of a Second Solar cell; and 
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interconnecting Said first contact of Said Second Solar cell 
with a Second contact of Said Second Solar cell. 

41. The method of interconnecting solar cells as defined 
in claim 40, wherein Said first contact of Said Second Solar 
cell is interconnected to Said Second contact of Said Second 
Solar cell using a C-clamp. 

42. The method of interconnecting Solar cells as defined 
in claim 40, wherein said first contact of said first cell is on 
the front of Said first cell, Said first contact of Said Second cell 
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is on the front of Said Second cell, and Said Second contact 
of Said Second cell is on the back of Said Second cell. 

43. A method of interconnecting Solar cells, comprising: 
attaching a conductor to a first contact located on the front 

of a first Solar cell having an integral bypass diode; and 
attaching Said conductor to a Second contact located on 

the front of a Second Solar cell. 
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