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BALL GRD ARRAY PACKAGE 

CROSS REFERENCE TO RELATED AND 
CO-PENDING APPLICATIONS 

0001. This application is a division of U.S. patent appli 
cation Ser. No. 10/631,569, filed on Jul. 31, 2003 and titled, 
“Ball Grid Array Package', now U.S. Pat. No. 7,180,186. 
The foregoing pending application and issued patent are 
herein incorporated by reference in their entirety. 

BACKGROUND 

0002) 
0003. This invention generally relates to a package for 
electronic components. Specifically, the invention relates to 
a ball grid array for making electrical connections in an 
electronic component. 
0004 2. Description of the related art 

1. Field of the Invention 

0005. Many electronic packages utilize a via to connect 
one level or layer of circuitry to another. A via is a hole or 
aperture that is filled with a conductive compound to provide 
an electrical connection between different planes of a pack 
age allowing one side to be electrically connected to another. 
0006 The via after processing needs to be very flat in 
order for Subsequent processing steps to Succeed. The ends 
of the via need to be flat and not have a protrusion or a 
depression. The via also needs to adhere to the side walls of 
the via hole and not pull away from it after processing. 
0007 Prior art vias have suffered from excessive shrink 
age during processing that cause depressions to form in the 
end of the via. The prior art compositions also can cause the 
via fill material to pull away from the side wall of the via 
hole resulting in an open circuit. 
0008 Ball grid array packages are also well known in the 
prior art. Typically a solder ball is used to connect between 
a substrate and a printed circuit board. When used with a ball 
grid array, ball pads are required to be placed around the 
vias. A solder paste is placed onto the ball pad with a solder 
ball and reflowed in an oven. The ball pad allows the solder 
to spread out around the ball making a uniform connection. 
The ball pad also helps to spread out the forces that the 
solder joint sees during thermal cycles ensuring a reliable 
connection over the life of the package. 
0009. Unfortunately, the use of the ball pad takes up 
valuable real estate and results in a less dense package that 
contains few connections per unit area. The ball pad also 
requires additional process steps to fabricate during manu 
facturing. Purchasing Substrates with holes for an electronic 
package is more expensive than those without holes. It is 
desirable to have a high density ball grid array package that 
can eliminate the expense of the holes. 
0010 Another problem with prior art electronic packages 

is that they use lead. Lead is most commonly used in Solder 
to make interconnections between various electronic com 
ponents. Lead is a known poison to humans and several 
efforts by government agencies have been proposed to ban 
its use in electronics. It is desirable to have an electronic 
package that eliminates the need for lead. 
0.011) Another problem with prior art electronic packages 

is that they are susceptible to shorting due to silver migra 
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tion. Silver migration is the ionic movement of silver in the 
presence of moisture and an electronic potential. The silver 
forms a dendrite which can grow until it reaches another 
conductor causing a short. After the short occurs, the den 
drite typically opens due to resistance heating. Silver com 
positions such as thick film conductors, conductive epoxies 
and conductive adhesives are known to suffer from silver 
migration problems. 

0012. A current unmet need exists for a ball grid array 
package that overcomes the deficiencies of the prior art. 

SUMMARY 

0013. It is a feature of the invention to provide a ball grid 
array package for electronic components. 
0014) Another feature of the invention is to provide a ball 
grid array that includes a Substrate with a top and bottom 
Surface. A circuit component is located on the bottom 
Surface. The circuit component has a pair of ends. A pair of 
conductors are located on the bottom Surface. The conduc 
tors are connected to the ends of the circuit component. A 
conductive epoxy covers a portion of the conductors and a 
portion of the bottom surface. The conductive epoxy is in 
electrical contact with the conductors. A ball is connected to 
the conductive epoxy. The conductive epoxy provides an 
electrical connection between the conductor and the ball. 
The ball is preferably copper and is subsequently coated to 
prevent corrosion. 
0015. Another embodiment of the invention uses the 
conductive epoxy to fill vias in a Substrate. 
0016 Yet another embodiment of the invention omits the 
ball and uses the conductive epoxy as a termination bump. 

BRIEF DESCRIPTION OF THE DRAWINGS 

0017 FIG. 1 is a perspective view of a ball grid array 
package. 

0018 FIG. 2 is a side cross-sectional view of FIG. 1. 
0019 FIG. 3 is a side cross-sectional view of an alterna 
tive embodiment of a ball grid array package. 
0020 FIG. 4 is a side cross-sectional view of an alterna 
tive embodiment of a ball grid array package. 
0021 FIG. 5 shows a method of manufacturing the ball 
gird array package of FIG. 4. 

0022 FIG. 6 is a side cross-sectional view of an alterna 
tive embodiment of a ball grid array package. 
0023 FIG. 7 shows a method of manufacturing the ball 
gird array package of FIG. 6. 
0024 FIG. 8 shows an alternative method of manufac 
turing the ball gird array package of FIG. 6. 
0025. It is noted that the drawings of the invention are not 
to Scale. The description of the invention may contain, for 
example, such descriptive terms as up, down, top, bottom, 
right or left. These terms are meant to provide a general 
orientation of the parts of the invention and are not meant to 
be limiting as to the scope of the invention. 

DETAILED DESCRIPTION 

0026 Referring to FIGS. 1 and 2, there is a ball grid array 
package 20 shown. Ball grid array package 20 has a planar 
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substrate 22 having a top surface 23 and a bottom surface 24. 
Substrate 22 is preferably made out of a ceramic material 
Such as alumina. Other Substrates Such as printed circuit 
boards could be used. 

0027. A conductor or circuit line 26 is located on bottom 
Surface 24. A circuit component 28 Such as a resistor, 
capacitor, inductor, integrated circuit or other electronic 
component is shown located on bottom surface 24. For this 
example, circuit component 28 will be assumed to be a 
resistor. Circuit component 28 has a first end 28A and a 
second end 28B. The conductors and resistors would be 
formed using conventional thick film processing techniques. 
The conductors 26 and circuit components 28 slightly over 
lap and sinter to form a mechanical and electrical bond 
during processing. 
0028. A cover coat 32 is placed over the surface 24, 
component 28 and conductor 26. The cover coat has holes 
34. The cover coat prevents soldering of the conductors and 
helps to protect from corrosion and abrasion. 
0029. A conductive epoxy 36 is located in hole 34, 
covering part of conductor 26 and onto Surface 24. The 
conductive epoxy is a mixture of silver and a polymer that 
is screened or pressure filled. The preferred conductive 
epoxy has reducing additives. These additives are also 
referred to as oxygen scavengers or corrosion inhibitors. The 
preferred conductive epoxy is commercially available from 
Emerson and Cuming Corporation of Billerica, Mass. under 
designation number 8175. A copper ball or sphere 38 is 
mechanically and electrically attached to the conductors 26 
by conductive epoxy 36. Copper balls 38 are commercially 
available from Bow Electronic Solder Corporation of Sayre 
ville, N.J. The copper ball is placed onto the conductive 
epoxy and then cured for 1 hour. The copper ball 38 would 
typically be later mounted to an external electrical circuit 
Such as on a printed circuit board. The reducing additives 
convert the copper oxides on the surface of ball 38 back to 
copper at the ball to conductive epoxy interface. This greatly 
reduces the overall resistance of the electrical connection, 
especially after thermal cycling. The reducing additives 
allow the connection to have an acceptable amount of 
electrical resistance. 

0030 The conductive epoxy has to perform 2 functions. 
First, the conductive epoxy has to have enough mechanical 
strength to bond with the copper balls to securely retain them 
during thermal excursions. Second, the conductive epoxy 
converts the copper oxides on the surface of the ball to 
copper at the ball to conductive epoxy interface reducing the 
contact resistance. 

0031. After the epoxy has cured, package 20 is dipped 
into a bath of a molten alloy of tin, silver, copper and 
antimony (also known as Castin) to coat a thin layer onto the 
copper balls 38. This alloy layer has several functions. First, 
the alloy layer prevents oxidation of the balls during storage. 
Second, the molten alloy bath leaches or removes the 
outermost silver layer from the conductive epoxy preventing 
silver migration. The alloy layer does not adhere or cover the 
conductive epoxy. 
0032. Alternatively, after the epoxy has cured, package 
20 could be electroplated with tin. The tin layer would also 
prevent oxidation during storage and silver migration. 
0033 Conductive epoxy materials are conductive, flex 
ible, and can be dispensed to form Small features. Typically, 
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the conductive epoxy is 2 part system that combines a resin 
material with a hardener. The resin and hardener are typi 
cally pre-mixed and then keep below freezing to prevent the 
chemical hardening reaction. The preferred resin incorpo 
rates a bisphenol-F based resin. 
0034. An oxygen scavenger or other type of deoxidizer 
may be added to improve the connection to the copper ball 
during curing. The oxygen scavengers inhibit electrochemi 
cal corrosion. The oxygen Scavenger should not leave any 
residue after curing. Possible oxygen Scavengers include 
abietic acid, adipic acid, ascorbic acid, acrylic acid, citric 
acid, maleic acid, polyacrylic acid, or other organic acids 
with an electron-withdrawing group Such as fluorine, chlo 
rine, bromine, iodine, sulfur, nitrile, hydroxyl, or benzyl 
groups. 

0035 A corrosion inhibitor is also incorporated into the 
preferred conductive epoxy. The corrosion inhibitors pre 
vent the onset of corrosion by the use of a chelating agent. 
0036) The conductive portion of the conductive epoxy is 
made up of silver flakes. Silver flakes are formed by 
mechanically flattening silver particles in a press to produce 
a powder containing a high ratio of flakes to particles. The 
particles may be suspended in an expanding air flow to 
categorize them by air resistance. Then the air-resistance 
categorized particles are sorted by size to separate flakes 
from much smaller compact particles. The silver flakes are 
mixed into the resin until sufficient to form a conductive 
material during Subsequent curing. 
0037 Silver flakes have a very low percolation threshold 
at which time the material Switches from a high-resistance 
material to a very low-resistance material. The theoretical 
percolation threshold for silver flakes that are three times as 
wide as they are thick is only about 16% by volume (about 
25% by weight). More preferably, the conductive epoxy has 
as many particles as allowed for Screening. The preferred 
range is about 60 to about 90% silver flakes by weight, more 
preferably about 70% silver flakes. Preferably, the average 
width of the flakes is at least two times and more preferably 
three times the average thickness of the flakes. 
0038 Ball grid array package 20 is assembled by the 
following process sequence: The conductors 26 are screened 
onto Surface 24 and fired in an oven. The circuit components 
28 are screened onto surface 24 and fired in an oven. Cover 
coat 32 is screened on and cured. Conductive epoxy 36 is 
then screened through a mask onto conductors 26 through 
hole 34. Copper balls 38 are placed onto the conductive 
epoxy and cured for 1 hour at 150 degrees Celsius. Next, 
copper balls 38 are dipped into the molten alloy of tin, silver, 
copper and antimony. Finally, the assembly 20 is electrically 
tested. 

0039 The ball grid array package 20 has many advan 
tages. Since, conductive epoxy is very compliant and flex 
ible. The ball pads of the prior art can be eliminated while 
still maintaining good thermal cycle life and obtaining a 
more dense package. Ball grid array package 20 allows a 
substrate without holes to be used resulting in a lower cost 
package. Ball grid array package 20 does not contain any 
lead resulting in a lead free package that is environmentally 
friendly. 

1 Alternative Embodiment 

0040 FIG. 3 shows a side cross-sectional view of an 
alternative embodiment of a ball grid array package. Ball 
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grid array package 40 is similar to ball grid array package 
20. The copper ball 38 of package 20 has been replaced with 
a bump 42 formed of conductive epoxy. The previous two 
step process of dispensing conductive epoxy and placing a 
copper ball has been simplified to just dispensing enough 
conductive epoxy to form a bump. The overall resistance of 
the connection using a conductive epoxy bump will be 
higher than that using the copper ball and epoxy in combi 
nation. The conductive epoxy used to form bump 42 will 
have an increased viscosity to help hold its shape after it has 
been placed but before it has been cured. 

2". Alternative Embodiment 

0041 Turning now to FIG. 4, a side cross-sectional view 
of another embodiment of a ball grid array package is 
shown. Ball grid array package 50 has a substrate 52 with an 
array of cylindrical holes or vias 54 formed therein and 
which extend through substrate 52 between top surface 23 
and bottom surface 24. 

0.042 A conductor or circuit line 26 is located on top 
Surface 23. A circuit component 28 Such as a resistor, 
capacitor, inductor, integrated circuit or other electronic 
component is also located on Surface 23. For this example, 
circuit component 28 will be assumed to be a resistor. 
Circuit component 28 has a first end 28A and a second end 
28B. The conductors and resistors would be formed using 
conventional thick film processing techniques. The conduc 
tors 26 and circuit components 28 slightly overlap and sinter 
to form a mechanical and electrical bond during processing. 
Conductor 26 slightly extends into holes 54. 
0043. A cover coat 32 is placed over the surface 23, 
component 28 and conductor 26. The cover coat prevents 
soldering of the conductors and helps to protect from 
corrosion and abrasion. 

0044) The holes or vias 54 are filled with conductive 
epoxy 36. The conductive epoxy is a mixture of silver and 
a polymer that is screened or pressure filled into vias 54. The 
preferred conductive epoxy has reducing additives. The 
conductive epoxy extends slightly beyond bottom Surface 
24. A copper ball or sphere 38 is mechanically and electri 
cally attached with conductive epoxy 36. The copper ball is 
placed onto the conductive epoxy and then cured for 1 hour. 
The copper ball 38 would typically be later mounted to an 
external electrical circuit Such as on a printed circuit board. 
The reducing additives convert the copper oxides on the 
surface of ball 38 back to copper at the ball to conductive 
epoxy interface. This greatly reduces the overall resistance 
of the electrical connection. The reducing additives allow 
the connection to have an acceptable amount of electrical 
resistance. After the epoxy has cured, package 50 is dipped 
into a molten bath of Castin alloy to coat balls 38. This alloy 
layer prevents oxidation during storage. 
0045 Referring to FIG. 5, a method of making ball grid 
array package 50 is shown. The conductors 26 are screened 
onto surface 23 and fired in an oven. Conductor 26 slightly 
covers the inside of hole 54 as shown in the second drawing 
from the top. If desired, the circuit components and cover 
coat could be added at this point by Screening and firing. The 
third drawing from the top shows that substrate 52 has been 
turned over placed onto a plate 58. Plate 58 prevents the 
conductive epoxy from leaking on surface 23. A mask 56 is 
placed onto surface 24. Mask 56 has an array of holes that 
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are aligned with holes 54 of substrate 52. The conductive 
epoxy 36 is then dispensed into hole 54 where it flows into 
and contacts conductors 26. Mask 56 is removed and copper 
balls 38 are placed onto the conductive epoxy and cured as 
shown in the bottom drawing. Next, plate 58 is removed. 
Next, copper balls 38 are dipped into Castin alloy. Finally, 
the assembly 50 is electrically tested. 

3". Alternative Embodiment 

0046 Turning now to FIGS. 6 and 7, a side cross 
sectional view of another embodiment of a ball grid array 
package is shown. Ball grid array package 60 has a Substrate 
52 with an array of cylindrical holes or vias 54 formed 
therein and which extend through substrate 52 between top 
surface 23 and bottom surface 24. 

0047 A conductor or circuit line 26 is located on top 
surface 23. The conductor would be formed using conven 
tional thick film processing techniques. Conductor 26 Sur 
rounds and slightly extends into holes 54. 

0048. The holes or vias 54 are filled with a cast conduc 
tive epoxy 62. The conductive epoxy is a mixture of silver 
and a polymer that is screened or pressure filled into vias 54. 
The preferred conductive epoxy has reducing additives. The 
preferred conductive epoxy is commercially available from 
Emerson and Cuming Corporation under the designation of 
8175. The conductive epoxy is cast into the shape of a bump 
using a mold 64. 
0049 Referring to FIG. 7, a method of making ball grid 
array package 60 is shown. The conductors 26 are screened 
onto surface 23 and fired in an oven. Conductor 26 slightly 
covers the inside of hole 54 as shown in the second drawing 
from the top. If desired the circuit components and cover 
coat could be added at this point by Screening and firing. The 
third drawing from the top shows that a mold 64 has been 
placed against Surface 24. Mold 64 has an array of cavities 
that are aligned with holes 54 of substrate 52. The conduc 
tive epoxy 36 is then dispensed into hole 54 from surface 23, 
where it flows into and contacts conductors 26. If desired, a 
mask could be used on surface 23 to fill holes 54. After the 
conductive epoxy has cured, the mold 64 is removed as 
shown in the bottom drawing leaving cast conductive epoxy 
62. Finally, the assembly 60 is electrically tested. 

4" Alternative Embodiment 

0050 Turning now to FIG. 8, a side cross-sectional view 
of another embodiment of a ball grid array package is 
shown. In the bottom drawing, ball grid array package 80 
has a substrate 52 with an array of cylindrical holes or vias 
54 formed therein and which extend through substrate 52 
between top surface 23 and bottom surface 24. 
0051 A conductor or circuit line 26 is located on top 
surface 23. The conductor would be formed using conven 
tional thick film processing techniques. Conductor 26 Sur 
rounds and slightly extends into holes 54. 

0052 The holes or vias 54 are filled with a cast conduc 
tive epoxy 82. The conductive epoxy is a mixture of silver 
and a polymer that is screened or pressure filled into vias 54. 
The preferred conductive epoxy has reducing additives. The 
conductive epoxy is cast into the shape of a bump using a 
mold 84. 
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0053 Referring to FIG. 8, a method of making ball grid 
array package 80 is shown. The conductors 26 are screened 
onto surface 23 and fired in an oven. Conductor 26 slightly 
covers the inside of hole 54 as shown in the second drawing 
from the top. If desired the circuit components and cover 
coat could be added at this point by Screening and firing. The 
third drawing from the top shows that a mold 84 has been 
placed against Surface 24 and a plate 86 has been placed 
against surface 23. Mold 84 has an array of cavities that are 
aligned with holes 54 of substrate 52. The conductive epoxy 
is then dispensed into mold 84, where it flows into holes 54 
and contacts conductors 26. After the conductive epoxy has 
cured, the mold and plate are removed as shown in the 
bottom drawing leaving cast conductive epoxy 82. Finally, 
the assembly 80 is electrically tested. 
Thermal Cycle Testing 
0054). Several test vehicles were fabricated and tested for 
thermal cycle performance. The test vehicle has an alumina 
substrate with a 3 by 16 array of balls that are daisy chained 
or interconnected by circuit lines. The balls are attached to 
conductors on the substrate. Three different ball/adhesive 
combinations were tested. 

0055 1. A 10 percent tin 90 percent lead solder ball was 
soldered to the conductor with 63 percent tin 37 percent 
lead solder. 

0056 2. A copper ball was attached to the conductor 
using CE 3102 reducing conductive adhesive from Emer 
Son and Cuming Corporation. 

0057 3. A copper ball was attached to the conductor 
using 8175 reducing conductive adhesive from Emerson 
and Cuming Corporation. 

0058. The test vehicles were cycled from -55 to +125 
degrees Celsius in an environmental test chamber. The 
resistance of the ball to conductor joints was measured and 
the number of cycles to cause a 60 percent failure of the 
joints was recorded. The results are shown in the following 
table. 

Test Vehicle Number of cycles to 60% failure 

1. Solder Ball and solder joint 1SOO 
2. Copper ball and CE 3102 adhesive 800 

0059) 3. Copper ball and 8175 adhesive 2700 
0060. The testing showed that the 8175 conductive adhe 
sive significantly improved the life of the electrical connec 
tion. The 8175 conductive adhesive has a higher mechanical 
strength than the CE 3102 conductive adhesive. 
Silver Migration Testing 

0061. Several test vehicles were fabricated and tested for 
silver migration performance. The test vehicle has an alu 
mina substrate with a 3 by 16 array of balls in which the 
middle row of balls are connected and the outer row of balls 
are connected in a separate circuit. The balls are attached to 
conductors on the Substrate. A copper ball was attached to 
the conductor using 8175 reducing conductive adhesive 
from Emerson and Cuming Corporation. One group of parts 
was kept as a control and another group was dipped into a 
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molten solder alloy for 30 seconds. The molten alloy coats 
the copper balls. The molten alloy leaches away silver from 
the surface of the conductive adhesive but does not adhere 
to the conductive adhesive. 

0062) A bias voltage of 25 volts was applied between the 
middle and outer rows of the test vehicles. The connections 
were monitored for shorts over time. The results are shown 
in the following table. 

Test Vehicle Number of hours to failure 

1. No solder alloy dip 2 
2. Solder alloy dip 0 after 1000 hours 

0063. The testing showed that the solder alloy coating 
prevented silver migration from occurring. 
Variations of the Invention 

0064 One of ordinary skill in the art of making resistors, 
will realize that there are many different ways of accom 
plishing the preferred embodiment. For example, although it 
is contemplated to make Substrate 22 out of ceramic, other 
suitable materials would work, like polyimide or FR4. 
0065. Another variation of the invention would be to use 
other types of balls 38, for example, a plastic ball that is 
coated with a conductive material could be used. 

0066 While the invention has been taught with specific 
reference to these embodiments, someone skilled in the art 
will recognize that changes can be made in form and detail 
without departing from the spirit and the scope of the 
invention. The described embodiments are to be considered 
in all respects only as illustrative and not restrictive. The 
scope of the invention is, therefore, indicated by the 
appended claims rather than by the foregoing description. 
All changes that come within the meaning and range of 
equivalency of the claims are to be embraced within their 
Scope. 

What is claimed is: 
1. A ball grid array package comprising: 

a) a ceramic Substrate having a first and a second Surface; 
b) a plurality of conductors located on the second Surface; 
c) at least one resistor located on the second Surface and 

connected between at least two of the conductors; 

d) a plurality of conductive balls located on the second 
Surface, at least one of the conductive balls being 
connected to at least one of the conductors, the con 
ductive balls being formed substantially of copper; 

e) a metal layer covering the conductive balls; 
f) a conductive material providing an electrical connec 

tion between the conductor and the conductive ball; and 

g) a cover coat located over the resistor and at least a 
portion of the conductors. 

2. The package according to claim 1, wherein the metal 
layer is tin. 

3. The package according to claim 2, wherein the metal 
layer is castin. 
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4. A ball grid array package comprising: 
a) a ceramic Substrate having a first and a second Surface; 
b) a first, second and third conductor located on the 

second Surface; 
c) a first and second resistor located on the second Surface, 

the first resistor connected between the first and second 
conductors and the second resistor connected between 
the second and third conductors; 

d) a first, second and third conductive ball located on the 
second Surface, the first conductive ball being con 
nected to the first conductor, the second conductive ball 
being connected to the second conductor, the third 
conductive ball being connected to the third conductor, 
the conductive balls being formed substantially of 
copper, 

e) a metal layer covering each of the conductive balls; 
f) a first conductive material providing an electrical 

connection between the first conductor and the first 
conductive ball; 

g) a second conductive material providing an electrical 
connection between the second conductor and the sec 
ond conductive ball; 

h) a third conductive material providing an electrical 
connection between the third conductor and the third 
conductive ball; and 

i) a cover coat located over the resistors and at least a 
portion of the conductors. 

5. The package according to claim 4, wherein the metal 
layer is tin. 

6. The package according to claim 4, wherein the metal 
layer does not cover the portion of the conductive ball 
coupled to the conductive material. 

7. An electronic component comprising: 
a) a ceramic Substrate having a top surface, a bottom 

Surface and a plurality of side Surfaces; 
b) a first and second conductor located on the bottom 

Surface; 
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c) a first resistor located on the bottom surface, the first 
resistor connected between the first and second con 
ductors; 

d) a first and second conductive ball located on the bottom 
surface, the first conductive ball being connected to the 
first conductor and the second conductive ball being 
connected to the second conductor; 

e) the conductive balls being formed substantially of 
copper, 

f) a metal layer covering at least a portion of the first and 
second conductive balls; 

g) a first conductive material providing an electrical 
connection between the first conductor and the first 
conductive ball; 

h) a second conductive material providing an electrical 
connection between the second conductor and the Sec 
ond conductive ball; 

i) a cover coat located over the resistors and at least a 
portion of the conductors. 

8. The electronic component according to claim 7. 
wherein the metal layer is tin. 

9. The electronic component according to claim 7. 
wherein the Substrate is rectangular in shape. 

10. The electronic component according to claim 7. 
wherein a second cover coat covers at least a portion of the 
top surface. 

11. The electronic component according to claim 7. 
wherein the conductive balls are arranged in at least two 
OWS. 

12. The electronic component according to claim 7. 
wherein the conductive balls are arranged in at least two 
columns. 

13. The electronic component according to claim 7. 
wherein at least twelve of the conductive balls are located on 
the bottom surface. 

14. The electronic component according to claim 7. 
wherein the electronic component is adapted to be mounted 
to a printed circuit board. 

k k k k k 


