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(Granted under Tite 35, U.S. Code (1952), sec. 266) 
A nonexclusive, irrevocable, royalty-free license in the 

invention herein described, throughout the world for all 
purposes of the United States Government, with the power 
to grant sublicenses for such purposes, is hereby granted 
to the Government of the United States of America. 
Seam pucker is one of the most serious problems the 

garment manufacturer and the consumer face in today's 
wash and wear clothing items. It is believed by many 
to be due to the difference in shrinkage after washing be 
tween the thread and the material into which it is sewn. 
The puckered seams which result spoil the appearance of 
the garment and negate the wash and wear properties. 
Seam pucker knows no price bounds; it is present in the 
cheapest to the highest priced merchandise available. 
Much work has been done in an effort to minimize this 

problem. Garment design has been altered so that less 
areas are needed to be stitched. Also improvements have 
been attempted by cutting the garment in the fill or bias 
direction, using smaller needle and thread size, using 
larger stitches and fewer to the inch, and using specially 
made sewing machines with different feeds and needle 
angle. However, with all these innovations seam pucker 
is still a serious problem and a constantly increasing one 
as the consumer demands more and better wash and wear 
garments. 
There is need, therefore, for a process to treat cellu 

losic thread that would eliminate seam pucker in the 
garment into which it is sewn yet be suitable for use in 
the usual high-speed garment sewing machines. 
An object of the present invention is to provide a proc 

ess for treating a cellulosic thread with an essentially 
monomeric nitrogenous methylol resin in the presence of 
an acidic, that is, an acid or a latent acid forming metal 
salt, polymerization catalyst, whereby the impregnated 
and dried thread can be sewn into the garment followed 
by pressing to cure the thread in place thus establishing 
stability and producing a finished garment free from seam pucker. 
Another object of the present invention is to provide a 

process for treating a cellulosic thread with formaldehyde 
and a mineral acid, Such as hydrochloric acid, in an aque 
ous system thereby not substantially changing the proper 
ties of the cellulosic thread, washing out of the unreacted 
formaldehyde and mineral acid and impregnating the 
thread with an acidic, that is, an acid or a latent acid 
forming metal salt, polymerization catalyst, drying the 
thread, sewing it into garments followed by pressing to 
convert the thread into one which will not cause seam pucker. 

Formaldehyde is not used commercially to treat cotton 
because its reaction is difficult to control and it volatilizes 
before it has a chance to react with the cellulose. A more 
practical approach to the problem of formaldehyde use 
has been reported by Reeves and coworkers in Textile 
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Research Journal 30, No. 3, 179-192 (1960). It was 
shown that if the reaction is carried out in an aqueous sys 
tem problems associated with formaldehyde volatilization, 
etc., are not present. This treatment carried out in the 
Swollen state gives an unstable thread which will give 
seam pucker. However, by the use of a second applica 
tion of an acid or acid forming catalyst, drying the thread, 
then sewing into garments and pressing, a thread that will 
eliminate seam pucker will be produced. 

Nitrogenous methylol finishing agents suitable for use 
in the resin treating solution of the process of the present 
invention include the following modified urea resins, 
which term is used herein to include methylated methylol 
ureas and their water soluble lower polymers, as well as 
methylol ethylene urea and urea formaldehyde, methylol 
melamines and methylated methylol melamines, methylol 
triazone and the like types of resins. 

Catalysts suitable for use in the nitrogenous methylol 
resin treated solution or for use following formaldehyde 
treatment of the thread include mineral acids (i.e., hydro 
chloric); organic acids (i.e., maleic, formic); salts (i.e., 
Zinc nitrate, magnesium chloride, ammonium chloride, 2 
amino 2 methyl 1 propanol hydrochloride); and mixtures 
(i.e., Zinc nitrate and hydrochloric acid, zinc nitrate and 
maleic acid, aluminum chloride and magnesium chloride). 
The acid catalyst can be incorporated with the nitrog 

enous methylol resin treatment. However, in the case 
'of the formaldehyde treatment, impregnation of the 
thread with the acid catalyst must be carried out subse 
quent to treatment of the thread with the aqueous, acidic, 
formaldehyde solution. The thread, following treatment 
for at least about ten minutes in the aqueous, acidic, form 
aldehyde solution must be washed free of formaldehyde 
with water and then treated with an aqueous solution con 
taining about 0.5% to 1.0% by weight of the acidic 
polymerization catalyst. 
The thread may be dried subsequent to the water wash 

and prior to treatment with the acid polymerization cata 
lyst. The drying step, however, is not essential since the 
thread, still wet from the water wash, will take up suffi 
cient catalyst in a single pass through a 0.5% by weight 
aqueous Solution of the acid catalyst to allow an effective 
Cle. 

In addition to the nitrogenous methylol resin and cata 
lyst the aqueous pad bath solution of this invention may 
also contain Wetting agents, softening agents and lubri 
cants such as polyethylene or silicones and other com 
ponents commonly included in conventional resin treat 
ments. The catalyst pad bath to impregnate the form 
aldehyde treated thread may also contain wetting agents, 
Softening agents, optical brighteners, and lubricants. 
The impregnation of the thread with the aqueous resin 

pad bath solution or the catalyst impregnation of the 
formaldehyde treated thread described in this invention, 
the adjustment to the desired wet pick-up and the dry 
ing of the Wet thread can be carried out by passing the 
thread through the solution, removing the excess liquid 
mechanically and oven, can, or drum drying at a tem 
perature below that at which the curing takes place. A 
drying temperature of approximately 140 F. is generally 
preferred. For best results, the dried thread should have 
a moisture content of approximately 20% by weight. The 
add-on or deposit of resin on the thread can be controlled 
by altering the pad bath concentration and/or squeeze 
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pressure when removing excess liquid to give a specific 
resin add-on for a particular size, twist, or weight of 
thread used. 
When one must have good seam strength it would be 

necessary simply to use a stronger thread to start with or 
put in more stitches per inch and yet not develop seam 
pucker. 
The curing of this dried thread would take place after 

the garment is manufactured and in the pressing step 
just prior to packaging. This is a normal operation and 
hence would not require an additional manufacturing 
step, however, all seams must be pressed thoroughly to get 
the full benefit of this invention. The garment press 
temperature should be between 270 F. and 400°F. for a 
period of about 30 seconds to about 30 minutes, the 
time depending on the temperature used and the weight 
of the particular thread. The longer times are used 
with the lower curing temperatures. 

It is advisable to subject the finished pressed garment to 
an oven "after cure' to further cure the resin or formal 
dehyde in place to impart optimum seam smoothness after 
laundering. This could be done by passing the carefully 
hung garments through a tunnel of infrared lamps or the 
like in the range of about 270 F. to 400 F. for a period 
of about 30 seconds to 4 hours, the time depending 
on the temperature employed and the weight of the 
particular thread. The longer time is used with the 
lower curing temperature. 
The treated dried thread should be used on both the 

top and bottom members of the seam to obtain optimum 
results. 
The following examples illustrate the invention. All 

proportions in the examples are in terms of weight. 
Example I 

Number 50 mercerized thread was treated with 7% 
dimethylol ethylene urea and 0.5% zinc nitrate, dried 
at 60° C. for 7 minutes, then sewn into dimethylol 
ethylene urea resin treated fabric, on a home type Sew 
ing machine. The seams were then hand ironed and 
washed. Excellent results with no seam pucker, were 
obtained in both the warp and fill direction and this 
rating was not changed after 6 washes. 
1.8% by weight of bound resin was present in the 

thread. This figure was obtained by curing a section 
of the resin treated thread, washing with water to remove 
any unreacted resin and determining the amount of 
resin present by nitrogen analysis. Dimethylol ethylene 
urea resin treated fabric was used in this example; how 
ever, the process could utilize fabric stabilized with any 
resin, chemical modification or made from synthetic fiber. 
Likewise any conventional textile resin, dimethylol eth 
yiene urea, urea formaldehyde, dimethylol ethyl triaZone, 
etc., could be used to treat the sewing thread and not 
necessarily employing the same resin that is on the fabric. 

Example 2 
Number 50 mercerized cotton thread was treated with 

16% dimethylol ethylene urea, 1% zinc nitrate and 0.1% 
wetting agent, spun to a wet pickup of 73% and oven 
dried at 60° C. for 7 minutes. 2.4% by weight of bound 
resin was present in the thread. This thread and its coun 
terpart, an original untreated thread, were used to sew 
two pockets of dimethylol ethylene urea treated material 
on to dimethylol ethylene urea treated material, followed 
by pressing to cure the thread in place. Commercial 
sewing machines sewing at 5,000 stitches per minute 
were used. Although both threads were sewn under 
the same tension, there was noticeable difference between 
the smooth appearance of the pocket sewn with the dried 
treated thread, and the usual poor appearance of the 
untreated thread. 

Example 3 

Mercerized 0000 two cord cotton thread was treated 
with various percentages of dimethylol ethylene urea, 
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4. 
0.5% zinc nitrate and 1.5% polyethylene softener. The 
wet pickup was adjusted to 70% and the thread was 
dried at 60° C. for 7 minutes and stored for 2 months. 
At this time, single seams were sewn into urea formalde 
hyde resin treated cotton cloth using commercial sewing 
machines. The seams were pressed, washed, tumbled dry 
and evaluated. 

Dimethylolethylene 
83. Seam pucker 

Stiches after 6 wash 
per inch ings and tumble 

Pad dryings 
bath, 
percent 

Bolid in 
thread, percent 

Definite. 
Do. 

W. S; ht ery slight. 
None, 
Very slight. 

Do. 

O 

3. 
5 
7 
7 
0 

Example 4 
Mercerized 0000 two cord cotton thread was treated 

with 7% dimethylol ethylene urea, 1.5% polyethylene 
softener and using various types of catalysts with dif 
ferent samples. The wet pickup was adjusted to 70%, 
the thread was dried at 60° C. for 7 minutes, and stored 
for 2 months. Single seams were sewn warpwise into 
dimethylol ethylene urea resin treated cotton cloth using 
commercial sewing machines. The seams were then 
pressed, washed, tumble-dried, and evaluated for Seam 
pucker. 

Seam pucker Percent 
Catalyst type Chemical after 6 wash- bound 

ings and tumble resin dryings 

Acid forming metal 0.5% zinc nitrate Very little----- 1.7 
Sait. hexahydrate. 

D0--------------- 0.5% magnesium chlo-None.---------- 1.5 
ride hexahydrate. 

Organic acid---------- 1.0% maleic acid----------- do--------- ... 8 
Amine hydrochloride. 1.0%20 anino 2 ----- do--------- , 8 nethyl propanol 

hydrochloride. 
Aintroniut. Salts----- 1, ammonium chlo------do--------- 1,8 

Cie. 
Inorganic acid-------- 0.5%hydrochloric ----- do--------- 1.7 

3CC. 
Acid forming metal 0.5% zinc nitrate hex- Very slight.---- 1.7 
salt and an inor- ahydrate and 1.0% 
ganic acid. boric acid. 

Acid forming metal 0.5% zinc nitrate hex- None.---------- 1.7 
salt and an organic ahydrate and 1.0% 
acid. maleic acid. 

Untreated thread (control).------------------- Definite--------------- 

Example 5 

Mercerized 0000 two cord cotton thread was treated 
with various types of resins and 0.5% zinc nitrate hexa 
hydrate, the wet pickup was adjusted to 70% and the 
thread dried at 60° C. for 7 minutes. It was then stored 
2 months when single seams were sewn into dimethylol 
ethylene urea resin treated cotton cloth, using commercial 
sewing machines. The seams were pressed with a hot 
iron, washed, tumble dried, and the seams evaluated for 
pucker. 

ul--a--- 

Seam pucker Percent 
Resia used after 6 washings bound 

and tumble ES 
dryings 

---as-muramar-r""" 

7% methylated methylol mela Inline------------ None--- 2.0 
7%urea formaldehyde------------------------------ 3: - 
7% dimethylol ethyl triazone. 
Untreated 0000 thread (control 
... ----------" 
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Example 6 
Various thread sizes mercerized and not mercerized 

were treated with 7% dimethylol ethylene urea, 1.5% 
polyethylene softener and 0.5% zinc nitrate hexahydrate, 
the wet pickup adjusted to 70%, and the threads dried 
at 60° C. for 7 minutes. After storing for 2 months, 
single seams were sewn into urea formaldehyde resin 
treated cotton cloth using commercial sewing machines 
followed by pressing the seams, washing, tumble drying, 
and evaluating for seam pucker. 

Seam pucker Percent Description after 6 washings bound 
and tumble resin 
dryings 

Mercerized 000 two cord cotton thread: 
Treated.----------------------------------- Very little----- 1.9 
Untreated.-------------------------------- Definite--------------- Unnercerized cott 

Treated.----- ---. Very slight---- 1.7 
Untreated.--- ---- Definite--------------- 

Mercerized cotton 40 6-cordi: 
Treated.----------------------------------- Very slight---- 1.7 
Untreated.--------------------------------- Definite--------------- Mercerized cotton 50 6-cord: 
Treated.----------------------------------- None.--------- 1.8 
Untreated.--------------------------------- Definite--------------- 

Example 7 
Mercerized cotton 50 6-cord thread was treated with 

7% dimethylol ethylene urea, 0.5% zinc nitrate hexahy 
drate and 1.5% polyethylene softener and dried at 60° C. 
for 7 minutes. 1.8% by weight of bound resin was present 
in the thread. It was stored for a year and a half and 
then single seams were sewn warpwise as this direction 
gives the most seam pucker into dimethylol ethyl triazone 
resin treated cotton cloth using commercial sewing ma 
chines. The seams were pressed with a hot iron, washed, 
tumble dried and evaluated for seam pucker. After 6 
washings and tumble dryings no seam pucker was present 
thus indicating an extended shelf life of thread treated 
by this process. 

Example 8 
Two skeins of mercerized 0000 two cord thread was 

treated with 7.4% solids formaldehyde and 19.5% hydro 
chloric acid in an aqueous system for 10 minutes at room 
temperature, followed by a thorough washing. One skein 
so treated was then impregnated in a solution of 0.5% 
Zinc nitrate hexahydrate and dried, the other skein was 
not given the catalyst impregnation. The thread was 
stored for 1 month, then sewn into dimethylol ethylene 
urea resin treated cloth and pressed. 
The formaldehyde treated catalyst impregnated thread 

gave no seam pucker after 1, 3, and 6 washings and tumble 
dryings. However, the formaldehyde treated cotton 
thread not catalyst impregnated gave definite objectionable 
pucker after the first Wash with no change in appearance 
after the third and sixth washings. 

Example 9 
Mercerized 0000 cotton two cord thread was treated 

with 7.4% solids formaldehyde and 19.5% hydrochloric 
acid in an aqueous system for 10 minutes at room tem 
perature followed by a thorough washing. Different 
samples of the thread so treated were then impregnated 
with various types of catalyst, dried at 60° C. for 7 
minutes and stored for 2 months. After this time single 
seams were sewn into urea formaldehyde resin treated 
cotton cloth, pressed to set the thread in place, washed 
and tumble dried. 
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Seam pucker Catalyst type Chemical after 6 wash 
ings and tums 
ble dryings 

Acid forming metal Salts... 1.0% magnesium chloride None. 
hexahydrate. 

Organic acid-------------- 1.0% maleic acid---------- DO. 
Inorganic acid.------ 0.05% hydrochloric acid--- Do. 
Ammonium Salts---------- 1.0% ammonium chloride- Do. 
Amine hydrochloride----- 1.0%. 2 amino 2 methyl i Do. 

propanolhydrochloride. 
Acid forming metal salt 0.5% zinc nitrate hexahy- D0. 
and an organic acid. E; and 0.5% maleic 

8CC. 
Acid forming metal salt 0.5% zinc nitrate hexahy- D0. 
and an inorganic acid. drate and 0.05% hydro 

chloric acid. 
Fildehyde treated 0000 threadnot given the catalyst Definite. Step. 

We claim: 
1. A method for producing a pucker-free seam in a 

garment comprising treating a cellulosic thread with a 
solution containing an essentially monomeric nitrogenous 
methylol resin and an acidic polymerization catalyst to 
impregnate the thread with the resin, drying the resin 
impregnated thread at a temperature below the curing 
temperature of the resin, sewing the dried, resin-impreg 
nated thread into a garment of the wash-wear type which 
has been previously resinified with a nitrogenous methylol 
resin, and pressing the thus-sewed garment in the area of 
the sewed thread at a temperature of about from 270 to 
400 F. for about from 30 seconds to 4 hours, the longer 
time being employed with the lower temperature, to cure 
the thread in place in the garment, thereby to produce a 
finished garment characterized in that it is free from seam 
pucker after washing. 

2. The method of claim 1 wherein the nitrogenous 
methylol resin employed to treat the cellulosic thread is 
selected from the group consisting of dimethylol ethylene 
urea, methylated methylol melamine, urea formaldehyde, 
and dimethylol ethyl triazone. 

3. The method of claim 1 wherein the nitrogenous 
methylol resin with which the garment has been previ 
ously resinified is selected from the group consisting of 
dimethylol ethylene urea, urea formaldehyde, and di 
methylol ethyl triazone. 

4. The method of claim 1 wherein the acidic polym 
erization catalyst is selected from the group consisting of 
hydrochloric acid, maleic acid, zinc nitrate hexahydrate, 
magnesium chloride hexahydrate, ammonium chloride, 
2-amino-2-methyl-1-propanol hydrochloride, a mixture of 
zinc nitrate hexahydrate and hydrochloric acid, a mixture 
of zinc nitrate hexahydrate and boric acid, and a mixture 
of zinc nitrate hexahydrate and maleic acid. 

5. The method of claim 1 wherein the drying of the 
resin-impregnated thread at a temperature below the cur 
ing temperature of the resin is carried out until the mois 
ture content of the thread is aproximately 20% by weight. 

6. A method for producing a pucker-free seam in a 
garment comprising treating a cellulosic thread with an 
aqueous solution containing formaldehyde and a mineral 
acid for at least about 10 minutes, washing the thus-treated 
thread with water until it is free of unreacted formalde 
hyde, impregnating the washed thread with an aqueous 
solution containing about 0.5 to 1.0 percent by weight of 
an acidic polymerization catalyst, drying the thus-impreg 
nated thread at a temperature below 140° F., sewing the 
thus-dried thread into a garment of the wash-wear type 
which has been previously resinified with a nitrogenous 
methylol resin, and pressing the thus-sewed garment in 
the area of the sewed thread at a temperature of about 
from 270 to 400 F. for about from 30 seconds to 4 
hours, the longer time being employed with the lower 
temperature, to cure the thread in place in the garment, 
thereby to produce a finished garment characterized in 
that it is free from seam pucker after washing. 

7. The method of claim 6 wherein the nitrogenous 
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methylol resin with which the garment has been previ- impregnated thread at a temperature below 140 F. is 
ously resinified is selected from the group consisting of carried out until the moisture content of the thread is 
dimethylol ethyleneurea and urea formaldehyde. approximately 20% by weight. 

8. The method of claim 6 wherein the acidic polym- - " ...is. - - - - - 
erization catalyst is selected from the group consisting of 5 References Cited in the file of this patent 
hydrochloric acid, maleic acid, zinc nitrate hexahydrate, UNITED STATES PATENTS 
magnesium chloride hexahydrate, ammonium chloride, 2-amino-2-methylpropantihydrochloride a mixture of ; E------- IE, E8 
zinc nitrate hexahydrate and hydrochloric acid, a mixture 2950. fit, I - - - a - E. 960 
of zinc nitrate hexahydrate and boric acid, and a mixture 10 2674. 432 WE sket al...I. NE 3. 3: 
of zinc nitrate hexahydrate and maleic acid. 3.025,622 E. Ct al. ---------- 20, 1962 

9. The method of claim 6 wherein the drying of the 


