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To all whom it may concern: 
Be it known that I, CHARLES C. McCAR 

TEY, of Knoxville, in the county of Knox and 
State of Tennessee, have invented certain 
new and useful Improvements in Process of 
Making Iron and Steel, of which the follows 
ing is a specification: 
The object of this invention is to make either 

wrought-iron or steel from cold-short or phos 
phorus pig-iron, alone or mixed with other 
10. - 

The invention consists of treating the cold 
short pig-iron with a definite dose of manga 
nese, or compound containing manganese, and 
an alkaline carbonate, such as soda-ash and 
carbonate of soda, the dose of chemicals be. 
ing proportioned to the amount of phospho 
rus contained in the iron, and the heat and 
time of treatment being regulated so as to 
produce either iron or steel, as desired, and 
also so as to produce different qualities of 
steel as wanted. 
The following description will enable oth 

ers to carry out the invention. 
As a good example to illustrate in a prac 

tical Way the invention, I give the complete 
method of producing from what is known as 
Mayville or Iron Ridge pig-metal, good bar 

The analysis of this metal 
shows it to contain about 2.63 per cent. of 
phosphorus, and it is quite cold-short, and 
would require much skill if treated in the or. 
dinary manner of puddling or boiling to pro 
duce any bar-iron, and good iron cannot be 
produced at all. 
The work may be conducted in the ordinary 

puddling or boiling furnace with a fix or felt 
ing of pulverized magnetic oxide of iron. 
This magnetic oxide is very free from phos. 
phorus, and, therefore, the amount of phos 
phorus in the pig-metal will not be increased. 
Upon the hearth is placed the usual bed of 
slag, roll or hammer scale, and wrought-iron 
scrap, as commonly used in puddling. Upon 
this is placed the charge of pig-metal to be 
treated, which is melted in the usual way 
upon the hearth of the furnace. As soon as 
it is melted, for every three hundred pounds 
of melted cast-iron I add three pounds of 
black oxide of manganese, three-fourths of a 
pound of carbonate of soda, and one-fourth 

pound of soda-ash, these chemicals being pull 
verized and well mixed together. The damp 
er is kept Well open, so as to run up to lear a 
white heat, which will cause the impurities of 
the iron to separate and unite with the chemi 
cals, and be washed off with the slag. When 
the iron has “come to nature,” and the ball 
formed by the usual manipulation, it is to be 
taken out and put through the squeezer or 
other compacting device, and next drawn into 
muck-bar. 
The operation of forming the puddle-ball 

may be completed in, say, an hour to an hour 
and fifteen minutes in the ordinary puddling 
furnace, the best results being obtained by 
taking out the ball as soon as it has sufficient 
consistency to be handled, further heating 
having a tendency to cause the phosphorus 
to return to the iron. The muck-bar is next 
cut into fagots, piled, reheated in a heating 
furnace, and drawn or rolled into any form re 
quired, and will be a good article of mer. 
chantable iron, free from shortness, either hot 
or cold. 
When the final result is to be steel, steely 

iron, or homogeneous metal, the treatment is 
to be varied as follows, using the same metal 
and chemicals as before: The heating is kept 
up till the charge begins to show signs of com 
ing to nature-that is, when it begins to grain 
or curdle. The chemicals are then added, and 
the damper closed, so as to prevent the fur 
ther decarbonization of the pig-metal. The 
puddler should then work the charge with the 
bar, taking care to keep the mass well cov 
ered with the slag, so as to prevent as much 
as possible the contact of the oxygen with the 
iron. When the Whole mass has come to na 
ture, and the metal is uniform beneath the 
slag, and separated therefrom, the muck-ball is 
formed, taken out, and hammered, so as to 
form a bloom, which may be reheated and 
drawn either by hammering or relling. 
The steel or steely iron thus produced is a 

good article for many purposes; but in order 
to make it into good cast-steel, the hammer 
bloom should be drawn into bars about two 
inches wide and half-inch thick, and then cut 
into mold pieces or chips, as ordinarily prac 
ticed in making crucible-steel. The pieces are 
then melted in a crucible with the addition of 
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half pound of black oxide of manganese and 

191.69s 

Having thus described my invention, what 
a fourth pound of pulverized charcoal to each I claim, and desire to secure by Letters Pat 
chage of seventy-five pounds of the pieces of 
steel. 

I have described the operation as it is con 
ducted with the ordinary puddling-furnace, 
and the ordinary node of heating such fur 
nace; but other forms of furnaces and other 
modes of heating may be substituted without 
departing froin the nature of the invention, as 
hereillabove stated. 

I have given the proportions of chemicals 
to be used when treating an iron of the char. 
acter of the May ville pig-metal. Other irons 
have some more and some less of phosphorus, 
for which the proportions should be varied ac 
cordingly. 

I have described the use of soda-salts, which 
I prefer, but potash-salts may be substituted. 

elt, is 
The process herein described for producing 

wrought-iron and steel from cold-short pig 
iron, consisting in treating such iron with a 
definite dose, corresponding to the quantity of 
phosphorus in the iron, of manganese and al 
kali un the hearth of a puddling or equivalent 
furnace, with a regulated heat, as described, 
and the manner of manipulation set forth, all 
substantially as specified. 

In testimony that I claim the foregoing I 
have hereunto set my hand in the presence of 
the subscribing witnesses. 

C. C. MCCARTEY. 
Witnesses: 

E. C. WEAVER, 
GEO. T. GIBBONs. 

  

  


