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(57) ABSTRACT 

A synthetic fiber is formed with a plurality of longitudinally 
extending cavities (16,54 and 64) which hold a medicament 
that is intended to be absorbed into tissue brought into 
contact with the fiber. The fiber can be formed by dissolving 
a Soluble polymer component 14 of an extruded plural 
component fiber 10, leaving cavities 16 that extend inward 
from the outer Surface of the fiber in the locations of the 
dissolved polymer. After the fiber has been exposed to a 
Solvent, the cavities left by the dissolved component are 
filled with a medicament 18. Specifically, the cavities are 
filled with a medicament that is mixed with a Viscous carrier 
which Solidifies within the cavities. The fibers can be used 
to make Sutures, textile prostheses for insertion into the 
body, and epidermal pads and bandages. Fibers having 
internal cavities 64, i.e., cavities not extending to the exter 
nal Surface of the fiber, can be formed by extruding a 
single-component fiber 60 from a spinneret orifice 72 having 
a number of T-shaped slots extending from a central hub. A 
medicament is introduced into the internal cavities by Soak 
ing the fiber in a liquid containing the medicament. The 
internal-cavity fiber is therefore formed of polymer having 
Some capability for liquid transport, e.g., nylon. 
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SYNTHETIC FIBERS FOR MEDICAL USE AND 
METHOD OF MAKING THE SAME 

CROSS REFERENCE TO RELATED 
APPLICATION 

0001. This application claims priority from U.S. Provi 
sional Patent Application Serial No. 60/063,345, entitled 
“Synthetic Fibers For Medical Use,” filed Oct. 28, 1997. The 
disclosure of that provisional patent application is incorpo 
rated herein by reference in its entirety. 

BACKGROUND OF THE INVENTION 

0002) 1. Field of the Invention 
0003. The present invention relates to synthetic fibers for 
medical use and methods for making Such synthetic fibers, 
and, more particularly, to Synthetic fibers having cavities 
adapted to hold relatively large quantities of a medicament, 
for use in forming Sutures, textile prostheses and medicated 
epidermal pads. 

0004 2. Description of the Related Art 
0005 Conventionally, synthetic fibers useful for medical 
applications Such as Sutures, textile prosthesis, and medi 
cated pads that are applied to the skin, have been fabricated 
as Solid fibers that carry a medicament. For example, U.S. 
Pat. No. 3,978,203 to Wise, incorporated herein by reference 
in its entirety, discloses medicine-bearing, polymer-based 
products, Such as Sutures and matrices formed in predeter 
mined shapes for bodily implantation, which control the rate 
at which the medicine is released into the Surrounding tissue. 
0006 U.S. Pat. No. 3,991,766 to Schmitt et al., incorpo 
rated herein by reference in its entirety, discloses absorbable 
Surgical elements, Such as Sutures, clips, Sponges, gauze, 
prosthetic devices, and Storage pellets having medicaments 
incorporated therein which are released into tissue over time 
as the Surgical element is absorbed. The medicament is 
combined with a base material of polyglycolic acid (PGA) 
and Subsequently formed into the Surgical elements, e.g., by 
being spun into filaments to form Sutures. 
0007 Similarly, U.S. Pat. No. 5,010,167 to Ron et al., 
incorporated herein by reference in its entirety, discloses 
biocompatible, biodegradable polymers useful for making 
controlled release devices for drug delivery, Such as bioab 
Sorbable Sutures, wherein the drug is incorporated directly 
into the polymer. 
0008 U.S. Pat. No. 4,024,871 to Stevenson, incorporated 
herein by reference in its entirety, discloses multifilament 
Suture Stands that are impregnated with an antimicrobial 
agent and top coated with a Segmented polymer, Such that 
the Sutures retain antimicrobial properties over an extended 
period of time. The antimicrobial agent is distributed Sub 
Stantially throughout the Suture in the interstices between 
Strands and between individual filaments. 

0009 U.S. Pat. No. 5,378,540 to Olson, incorporated 
herein by reference in its entirety, discloses coating an 
absorbable braided Suture with a solution that controls the 
release of chemical or pharmaceutical agents as the Suture is 
absorbed into living tissue. 
0010 U.S. Pat. No. 4.841,968 to Dunn et al., incorpo 
rated herein by reference in its entirety, discloses biodegrad 
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able Sutures having a core and Sheath configuration, wherein 
the core comprises a blend of a polymer and an agent to be 
released into living tissue, and the sheath comprises only the 
polymer. 

0011 While these known synthetic fibers are effective in 
controlling the release rate of a medicament into tissue, these 
fibers are either solid fibers that require the medicine to be 
absorbed into the fiber or fibers comprising medicine inter 
mixed with a polymer prior to extrusion and formation of the 
fibers from the mixture. Consequently, these fibers have a 
limited capacity to hold medicine. Accordingly, there 
remains a need for Synthetic fibers useful for forming 
Sutures, textile prostheses, medicated epidermal pads, and 
the like, that have the capacity to hold more medicine than 
conventional Synthetic fibers. 

SUMMARY OF THE INVENTION 

0012. It is an object of the present invention to provide 
Synthetic fibers useful for forming Sutures, textile prostheses 
and medicated epidermal pads, that are capable of holding a 
greater quantity of medicine than conventional Synthetic 
fibers. 

0013. It is another object of the present invention to 
employ bicomponent fiber extrusion techniques to form 
Synthetic fibers capable of Storing medicine to be released 
into living tissue. 
0014. It is a yet another object of the present invention to 
provide for Storage of medicine, to be time released into the 
body, in cavities formed in a synthetic fiber. 
0015. It is a further object of the present invention to 
employ Single-component fiber extrusion techniques to form 
Synthetic fibers capable of Storing medicine to be released 
into living tissue. 
0016. The aforesaid objects are achieved individually and 
in combination; and it is not intended that the present 
invention be construed as requiring two or more of the 
objects to be combined unless expressly required by the 
claims attached hereto. 

0017 According to the present invention, a synthetic 
fiber is formed with a plurality of longitudinally-extending 
cavities which hold a medicament intended to be absorbed 
into living tissue brought into contact with the fiber. The 
fiber can be formed by dissolving a soluble polymer com 
ponent of an extruded plural-component fiber, leaving cavi 
ties that extend inward from the outer Surface of the fiber in 
the locations of the dissolved polymer. After the fiber has 
been exposed to a solvent, the cavities left by the dissolved 
component are filled with a medicament. Specifically, the 
cavities are filled with a medicament that is mixed with a 
viscous carrier which Solidifies within the cavities. The 
fibers can be used to make Sutures, textile prostheses for 
insertion into the body, and epidermal pads and bandages. 

0018 Fibers having internal cavities, i.e., cavities not 
extending to the external Surface of the fiber, can be formed 
by extruding a single-component fiber from a Spinneret 
orifice having a number of T-shaped slots extending from a 
central hub. A medicament is introduced into the internal 
cavities by Soaking the fiber in a liquid containing the 
medicament. The internal-cavity fiber is therefore formed of 
polymer having Some capability for liquid transport, e.g., 



US 2003/O138480 A1 

nylon. A fiber with external cavities can be formed from a 
Similar process by modifying one or more of the extrusion 
parameterS. 

0019. Because the fiber of the present invention includes 
cavities or reservoirS Specifically designed to hold a medi 
cament, these fiber advantageously hold significantly more 
medicine that prior art fibers relying on absorption of a 
medicament by a fiber or formation of a polymer into which 
a medicament is intermixed. 

0020. The above and still further objects, features and 
advantages of the present invention will become apparent 
upon consideration of the following detailed description of 
Specific embodiments thereof, particularly when taken in 
conjunction with the accompanying drawings wherein like 
reference numerals in the various figures are utilized to 
designate like components. 

BRIEF DESCRIPTION OF THE DRAWINGS 

0021 FIG. 1 is a transverse cross-sectional view of an 
island-in-the-Sea bicomponent fiber having longitudinal 
"island' components along the fiber Surface, wherein the 
"island' components are dissolvable in a Solvent. 
0022 FIG. 2 is a transverse cross-sectional view of the 
synthetic fiber shown in FIG. 1, wherein the “island” 
components have been dissolved, leaving longitudinal cavi 
ties along the fiber Surface, wherein the cavities have Sub 
Stantially round cross-sectional shapes. 
0023 FIG. 3 is a transverse cross-sectional view of the 
synthetic fiber of FIG. 2, wherein the cavities are filled with 
a medicament in accordance with a first embodiment of the 
present invention. 
0024 FIG. 4 is a cross-sectional view of a spin pack 
suitable for extruding the synthetic fiber shown in FIG. 1. 
0.025 FIG. 5 is a transverse cross-sectional view of a 
Synthetic fiber of the present invention, having longitudinal 
cavities along the fiber Surface, wherein the cavities have 
croSS-Sectional shapes elongated in the radial direction. 
0.026 FIG. 6 is transverse cross-sectional view of a 
Synthetic fiber of the present invention having arcuate, 
internal longitudinal cavities. 
0.027 FIG. 7 is a spinneret orifice for forming a single 
component Synthetic fiber having internal or Surface longi 
tudinal cavities for holding a medicament. 

DETAILED DESCRIPTION OF THE 
PREFERRED EMBODIMENTS 

0028. In accordance with the present invention, synthetic 
textile fibers, monofilaments and multifilament yarns are 
formed from fibers having open Voids or reservoirs that can 
be filled with a medicament or other additives with benefi 
cial medical uses, for Subsequent absorption into the body. 
AS used herein the terms “medicine”, “medicament' and 
"medication” refer to any Substance, agent, compound or 
composition of matter intended to interact with tissue or 
bodily fluids to treat or prevent disease or damage, cause a 
pharmacologic or physiologic response, or to provide Some 
other beneficial or therapeutic effect, including, but not 
limited to: all types of therapeutic agents, Such as antisep 
tics, including antibiotics, antimicrobial, antibacterial and 
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antiviral agents, analgesics, anesthetics, anorexics, anthe 
midines, antiarthritics, antiasthmatic agents, anticonvul 
Sants, antidepressants, antidiabetic agents, antidiarheals, 
antihistamines, antiinflammatory agents, antimigraine 
agents, antimotion SickneSS agents, antinauseants, antine 
oplastics, antiparkinsonism drugs, antipruitics, antipsychot 
ics, antipyretics, antispasmodicS including gastrointestinal 
and urinary, anticholinergics, Sympathomimetics, Xanthine 
derivatives, cardiovascular preparations including calcium 
channel blockers, betablockers, antiarrythmics, antihyper 
tensives, diuretics, vasodilators, including coronary periph 
eral, and cerebral, central nervous Stimulants, decongestants, 
diagnostic agents, hormones, hypnotics, immunosuppres 
Sives, muscle relaxants, parasympathomimetics, psycho 
Stimulants, Sedatives, tranquilizers, agents to ease Symptoms 
of addiction, and the like, and combinations thereof. 

0029) Referring to FIGS. 1-3, an extruded synthetic fiber 
according to an exemplary embodiment of the present 
invention is shown in transverse croSS Section at three 
different Stages of the manufacturing process. AS shown in 
FIG. 1, an extruded bicomponent fiber 10 is a so-called 
“island-in-the-Sea” fiber with a substantially circular cross 
Sectional shape. Specifically, fiber 10 comprises a durable 
“sea polymer 12, which forms the bulk of fiber 10, and four 
polymer “islands' 14 having Substantially circular croSS Sec 
tions. The polymer islands 14 are embedded in the sea 
polymer 12 and lie along the outer surface of fiber 10, spaced 
apart by approximately 90, such that the islands 14 are not 
totally encapsulated by the Sea polymer 12, and a portion of 
the outer Surface of fiber 10 is formed by the polymer islands 
14. 

0030) The sea polymer 12 of fiber 10 may be made from 
any organic high polymer Such as nylon, polyethylene 
terepthalate, or polypropylene, or from absorbable polymers 
Such as polymerized vinyl alcohol or more modern absorb 
able co-polymers. AS used herein, the term “polymer 
includes all Such materials (both polymers and co-poly 
mers). The polymer islands 14 are composed of a polymer, 
Such as polyvinyl alcohol, which can later be dissolved in 
water, alcohol or another Suitable Solvent. Importantly, Sea 
polymer 12 is does not dissolve in the solvent in which 
polymer islands 14 dissolve. 
0031. In general, the spinning of bicomponent island-in 
the-Sea fiber 10 shown in FIG. 1 can be by melt, dry or wet 
Spinning. For example, bicomponent fiber 10 can be made 
by bicomponent Spinning, using equipment of the general 
type disclosed in U.S. Pat. No. 4,370,114 or 4,381,274, the 
disclosures of which are incorporated herein by reference in 
their entirety. FIG. 4 is a cross-sectional view of a spin pack 
20 that is a simplified version of the spin pack shown in FIG. 
1a of U.S. Pat. No. 4,370,114 and that is suitable for 
generating bicomponent island-in-the-Sea fiber 10. Spin 
pack 20 includes upstream openings 22 and 24 through 
which the island polymer and Sea polymer respectively enter 
Spin pack 20. The island polymer travels through capillary 
tubes 26 which inject the island polymer into the flow of the 
Sea polymer at the entrance to Spinneret 28 in four discrete 
locations along the edge of the Spinneret entrance. The 
polymers flow through spinneret 28 to an orifice 30, where 
they are extruded as island-in-the-sea fiber 10. 
0032. Once bicomponent fiber 10 is formed, it is treated 
with a Suitable Solvent, Such as water, to dissolve the 
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polymer islands 14. As shown in FIG. 2, polymer islands 14 
are removed by exposure to the Solvent, leaving a single 
component (i.e., the Sea polymer 12) fiber 10' having lon 
gitudinally-extending voids or cavities 16 along the Surface 
of fiber 10' in the locations formerly occupied by the 
dissolved polymer islands 14. If the fibers are to be made 
into a fabric, it is preferable to form the fabric prior to 
exposure to the solvent (with the polymer islands 14 in 
place), and Subsequently to wash the fabric in water, alcohol 
or Some other Suitable Solvent to remove the polymer islands 
14, leaving cavities 16 on the surface of the fibers. It will be 
understood that the cavities formed in the fibers of the 
present invention are not interstitial Spaces lying between 
Separate, adjacent polymer filaments or Strands, rather, the 
cavities are Voids formed in an otherwise Solid polymer 
fiber. 

0033 Referring to FIG.3, cavities 16 left along the outer 
surface of fiber 10' by the dissolved islands 14 serve as 
reservoirs that are filled with a medicament 18 to form a 
fiber 10". Medicament 18 can be added to the fiber by 
dipping the fiber (or a fabric, felt, or other textile product 
made from the fibers) in a bath containing the medicament 
in a Suitable carrier. The carrier is preferable a Somewhat 
Viscous carrier So that the medicament 18 and carrier can 
Solidify by drying and/or cooling at room temperature before 
the medicament/carrier can drain out of the fiber cavities. 

0034) Treating of the fibers 10' (FIG. 2) with a medica 
ment/carrier to form fiber 10" (FIG. 3) can be performed in 
line with fiber extrusion or at any later time after the island 
polymer has been dissolved. In the latter case, Sutures or 
fabrics made from the extruded and solvent-treated fiber 10', 
or fiber 10' itself, are general purpose fibers, Sutures and 
fabrics that can be later treated with any desired medica 
ment/carrier mixture for a particular application. 
0.035 Typically, the medicament is of the type absorbed 
into the body over a period of time after the medical element 
formed from the fiber (e.g., a Suture, textile prosthesis, or 
epidermal pad) has been deployed in or on the body. 
0036). According to another embodiment, rather than dis 
Solving the island polymer components in a Solvent, a 
medicament is added to the island polymer prior to fiber 
Spinning (by melt, dry or wet spinning) to produce the 
desired end use fiber in one Step. That is, the island polymer 
is extruded with the desired medicament incorporated 
therein, such that the extruded fiber is used directly in the 
final medical product without requiring the island compo 
nents to be dissolved or the fiber to be dipped in a medica 
ment/carrier mixture. Fibers produced in this manner are of 
a single purpose type, having a particular medicament that 
is predetermined at the time of extrusion. 
0037. The medicament-storing cavities that are formed in 
the fiber of the present invention need not have a circular 
transverse cross-sectional shape. Referring to FIG. 5, a fiber 
50, having a Substantially circular transverse cross-sectional 
profile, comprises an extruded “sea polymer 52, with four 
longitudinally-extending cavities 54 created by dissolving 
four polymer islands that are partially embedded in the Sea 
polymer and form part of the outer Surface of the extruded 
fiber. The cavities 54 are spaced apart by approximately 90, 
and each of cavities 54 has a Substantially pointed elliptical 
transverse cross-section shape, with the major elliptical axis 
lying along a radial line. The cavities 54 extend to the outer 
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surface of fiber 50, where the elliptical shape of the cavities 
is truncated. As seen in FIG. 5, the shape of cavities 54 
results in Sea polymer 52 having a Substantially cruciform 
shape with the circular profile of fiber 50. Thus, fiber 50 is 
similar to fiber 10' (FIG. 2) except that the cavities are 
elongated in the radial direction. As will be evident from the 
fibers shown in FIGS. 1-3 and 5, the fibers of the present 
invention can include external (i.e., on the fiber Surface) 
medicament-holding cavities having any of variety of dif 
ferent transverse cross-sectional shapes, and the present 
invention is not limited to the particular cross-sectional 
shapes shown in the figures. Further, number of cavities can 
be any Suitable number (one or more) of external cavities. 
0038. The fibers shown in FIGS. 1-3 and 5 have external 
longitudinal cavities formed into the fiber external Surface; 
however, the present invention is not limited to fibers with 
external Surface cavities. In accordance with another 
embodiment of the present invention, an extruded fiber 
includes one or more internal longitudinal cavities (i.e., 
cavities not extending to the outer Surface of the fiber), 
which cavities lie in relatively close proximity to the fiber 
surface. Referring to FIG. 6, a fiber 60 having internal 
cavities for Storing a medicament is shown. Specifically, 
fiber 60 has a substantially circular transverse cross-sec 
tional profile, and comprises an extruded polymer 62 with 
five longitudinally-extending internal cavities 64. Each of 
cavities 64 has an arcuate transverse croSS-Section shape, 
and cavities 64 together form a ring of arcuate cavities lying 
along a circle concentric with fiber 60 (i.e., the circle lies at 
a fixed radial distance from the center of fiber 60). 
0039) Fiber 60, and other fibers having internal cavities, 
can be made without the need for bicomponent Spinning by 
employing a spinneret orifice of a suitable shape. FIG. 7 
illustrates a spinneret face 70 having formed therein an 
orifice 72 suitable for extruding fiber 60 (FIG. 6). Orifice 72 
includes five T-shaped slots extending radially outward from 
a circular, central hub opening. The circumferential portions 
of the T-shaped slots are arcuate and form an outer circular 
ring of openings, with gaps 74 between adjacent slots 72. If 
the gaps 74 between adjacent T-shaped slots are Set to an 
appropriate width W, the polymer extruded from the 
T-shaped slots will bridge the gaps 74 a short distance below 
the Spinneret, creating Voids near but below the fiber Surface, 
thereby forming a fiber having a cross-section Such as that 
shown in FIG. 6. 

0040. A medicament can be added to fiber 60 by soaking 
fiber 60 in a liquid containing the medicament and, option 
ally, pressurizing the liquid to Speed liquid transport into the 
fiber cavities 64. Consequently, fiber 60 is preferably made 
from a polymer with Some capability for liquid transport, 
Such as nylon. 
0041) Like the external-cavity fibers shown in FIGS. 1-3 
and 4, the internal-cavity fiber 60 has several advantages 
over a simple hollow fiber with a single, central hole. 
Specifically, a hollow fiber with a Small, Single, central hole 
has a limited capacity to hold medicine, and transport of the 
medicine to the Surrounding tissue is Slow due to the thick 
fiber wall. Conversely, a hollow fiber having a large internal 
hole holds more medicine; however, Such a fiber tends to 
collapse and cause processing problems in knitting, weaving 
or, in the case of Sutures, the tying of knots. 
0042. In contrast, with the internal-cavity fiber of the 
present invention, because the fiber cavities are formed 
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closer to the exterior Surface of the fiber, the medicament can 
be transported to the Surrounding tissue more rapidly than 
with fiber having a Small, Single, central cavity. Further, the 
medicament is distributed through Several cavities, So that a 
large quantity of medicament can be held in the fiber without 
the aforementioned problems associated with fiber having a 
large, Single, central hole. 

0043. It will be understood that the internal-cavity fiber 
of the present invention is not limited to the particular 
configuration shown in FIG. 6. For example, the cavities 
need not be arcuate and can have any cross-sectional shape. 
The cavities need not be the same Size and need not lie at the 
same radial distance from the fiber center. Further any 
Suitable number of internal cavities can be formed. 

0044) Referring again to FIG. 7, if the gaps 74 in the 
Spinneret orifice 72 are made larger, if fiber cooling below 
the Spinneret is quicker, or if the polymer is more Viscous, 
then the polymer will not close the gaps, and a fiber 
somewhat similar to that shown in FIG. 2 (i.e., a fiber with 
external cavities) can be made without the need of bicom 
ponent Spinning. While this technique is leSS expensive for 
forming external cavities, the fiber shape can be controlled 
more precisely with the bicomponent “islands-in-a-Sea.” 
technique described above. 

0.045 Fibers of the type described above have a variety of 
different medical applications and also Some non-medical 
applications, including, but not limited to: fabrics for wound 
dressings and adhesive bandage pads, where the fibers 
contain an antiseptic or an agent to promote healing, textile 
prostheses where the base polymer (or copolymer) is an 
absorbable type and can be left to gradually disintegrate in 
the body, or where the base polymer is tissue-compatible and 
remains in the body; sutures of the absorbable or non 
absorbable type made from monofilament or twisted or 
braided multifilaments, and patches for application to the 
skin where the fiber cavities contain a component Such as 
nicotine for slow absorption into the skin. 

0046) When the cavities of the above-described fibers are 
not filled with medicaments, the fibers can be used in a 
number of non-medical applications, including, but not 
limited to: fibrous inking pads for rubber Stamping and for 
the printing industry, wherein fiberS Such as those shown in 
FIGS. 2 and 5 have the longitudinal cavities filled with 
viscous ink; fabrics, felts or fiber masses formed from a fiber 
having a maximum number of empty Small Surface grooves 
and used as absorbent pads in medical or non-medical 
applications. Such pads can be used, for example, to absorb 
oil from tanker oil spills, and then wrung out and reused. 
Fibers such as nylon will withstand many more cycles of 
absorption and wringing than conventional cotton fibers 
used in this manner. 

0047 Having described preferred embodiments of a new 
and improved method and apparatus for extruding plural 
component food products, it is believed that other modifi 
cations, variations and changes will be Suggested to those 
skilled in the art in view of the teachings set forth herein. It 
is therefore to be understood that all Such variations, modi 
fications and changes are believed to fall within the Scope of 
the present invention as defined by the appended claims. 
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What is claimed is: 
1. A Synthetic fiber for use in medical applications in 

which the fiber interacts with living tissue, comprising: 
a polymer extending in a longitudinal direction and form 

ing a basic structure of the fiber, Said polymer having 
a plurality of longitudinally-extending cavities formed 
therein; and 

a medicament disposed in the plurality of longitudinally 
extending cavities. 

2. The Synthetic fiber according to claim 1, wherein the 
fiber has a Substantially circular transverse cross-sectional 
shape. 

3. The Synthetic fiber according to claim 1, wherein Said 
longitudinally-extending cavities are external cavities that 
extend inward into Said polymer from an outer Surface of 
Said polymer. 

4. The synthetic fiber according to claim 3, wherein said 
longitudinally-extending cavities have a Substantially circu 
lar transverse cross-sectional shape. 

5. The synthetic fiber according to claim 3, wherein said 
longitudinally-extending cavities have a transverse croSS 
Sectional shape that is elongated in a radial direction. 

6. The Synthetic fiber according to claim 1, wherein Said 
longitudinally-extending cavities are internal cavities 
formed within Said polymer, which do not extend to an outer 
Surface of Said polymer. 

7. The synthetic fiber according to claim 6, wherein said 
longitudinally-extending cavities have a Substantially arcu 
ate shape. 

8. The synthetic fiber according to claim 7, wherein said 
longitudinally-extending cavities are arranged in a ring 
within Said polymer. 

9. The synthetic fiber according to claim 1, wherein said 
medicament is mixed with a Viscous carrier forming a 
medicament/carrier mixture that Substantially fills and 
Solidifies within Said longitudinally-extending cavities. 

10. The synthetic fiber according to claim 1, wherein said 
polymer comprises at least one of: an organic high polymer 
Such as nylon, polyethylene terepthalate, and polypropylene; 
an absorbable polymer Such as polymerized vinyl alcohol, 
and a co-polymer. 

11. A product comprising the Synthetic fiber according to 
claim 1, Selected from the group consisting of Sutures, 
textile prostheses, medicated epidermal pads, and bandages. 

12. A method of fabricating a synthetic fiber for medical 
use, comprising the Steps of 

extruding a plural-component fiber from an orifice of a 
Spinneret, 

dissolving a Soluble component of the plural-component 
fiber in a Solvent, thereby forming longitudinally-ex 
tending cavities in a remaining polymer component of 
the fiber; and 

Securing a medicament in the longitudinally-extending 
cavities formed in the remaining polymer component of 
the fiber. 

13. The method according to claim 12, wherein: 
Said extruding Step includes extruding the plural-compo 

nent fiber as an island-in-the-Sea bicomponent fiber, 
wherein the Soluble component forms longitudinally 
extending islands in a Sea component that becomes the 
remaining polymer component; 
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Said dissolving Step includes dissolving the Soluble com 
ponent forming the islands, leaving the longitudinally 
extending cavities in the location of the islands, and 

Said Securing Step includes filling the longitudinally 
extending cavities with a mixture of the medicament 
and a Viscous carrier, which mixture Solidifies within 
the longitudinally-extending cavities. 

14. The method according to claim 13, wherein said 
extruding Step includes extruding the bicomponent fiber 
with islands that form a portion of an outer Surface of the 
bicomponent fiber, Such that Said dissolving Step forms the 
longitudinally-extending cavities as external cavities that 
extend inward into Said remaining polymer component from 
an outer Surface of Said remaining polymer component. 

15. The method according to claim 14, wherein said 
dissolving Step produces longitudinally-extending cavities 
having a Substantially circular transverse cross-sectional 
shape. 

16. The method according to claim 14, wherein said 
dissolving Step produces longitudinally-extending cavities 
that have a transverse cross-sectional shape that is elongated 
in a radial direction. 

17. The method according to claim 12, wherein said 
extruding Step includes extruding the fiber with a Substan 
tially circular transverse cross-sectional Shape. 

18. The method according to claim 12, wherein said 
extruding Step includes extruding a plural-component fiber 
comprising at least one of: an organic high polymer Such as 
nylon, polyethylene terepthalate, and polypropylene; an 
absorbable polymer Such as polymerized vinyl alcohol; and 
a co-polymer. 

19. A method of fabricating a synthetic fiber for medical 
use, comprising the Steps of 

extruding a single-component fiber from an orifice of a 
Spinneret, Such that a plurality of longitudinally-ex 
tending cavities are formed in the Single-component 
fiber; and 

introducing a medicament into the longitudinally-extend 
ing cavities formed in the Single-component fiber. 
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20. The method according to claim 19, wherein said 
extruding Step includes extruding the Single-component 
fiber from an orifice having T-shaped slots extending radi 
ally from a central hole. 

21. The method according to claim 19, wherein the 
longitudinally-extending cavities are formed beneath an 
outer Surface of the Single-component fiber, Such that the 
longitudinally-extending cavities are internal cavities. 

22. The method according to claim 21, wherein Said 
introducing Step includes Soaking the Single-component 
fiber in a Solution containing the medicament. 

23. The method according to claim 19, wherein the 
longitudinally-extending cavities are formed as external 
cavities that extend inward into the Single-component fiber 
from an outer Surface of the Single-component fiber. 

24. The method according to claim 19, wherein said 
extruding Step includes extruding the Single-component 
fiber with a Substantially circular transverse cross-sectional 
shape. 

25. The method according to claim 19, wherein said 
extruding Step includes extruding the Single-component 
fiber which comprises at least one of: an organic high 
polymer Such as nylon, polyethylene terepthalate, and 
polypropylene; an absorbable polymer Such as polymerized 
Vinyl alcohol; and a co-polymer. 

26. A method of fabricating a plural-component Synthetic 
fiber for medical use, comprising the Steps of 

mixing a medicament with a polymer to form a first fiber 
component, 

feeding the first fiber component and a second fiber 
component to a Spinneret in an island-in-the-Sea 
arrangement; and 

extruding an island-in-the-Sea plural-component fiber 
from an orifice of a the Spinneret, wherein longitudi 
nally extending islands of the plural-component fiber 
are formed of the first fiber component and lie along an 
exterior Surface of the plural-component fiber. 
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