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4. Claims. 

This invention relates to variable resistant 
chemicals and Surgical and other bandages, 
dressings and covers embodying same. Therefore, 
the variable resistant chemical of this invention 
may be used in any desired form and, if desired 
may be applied to practically any sort of bandage 
or cover and is particularly applicable to bandages 
which are used where it is necessary or desirable 
to provide a deodorant or to provide medicinal 
agents of any sort, antiseptic or germicidal, or 
having a retardant or destructive effect on the 
growth of micro-organisms. In one form it is 
particularly applicable to Sanitary napkins. 

It is one object of the invention, therefore, to 
provide a variable resistant chemical which may 
be in the form of a deodorant means applied to 
a bandage. It is another object to provide in a 
bandage agents having the properties of retard 
ing or destroying micro-Organisms and having 
general antiseptic and germicidal properties. 
Another object of the invention is to provide 
Such agents in bandages and to provide in con 
nection with the agents means for preventing 
their premature action or reaction and to provide 
means whereby the action or effect of the agents 
is retained substantially undiminished until the 
time of use. Another object of the invention is, 
therefore, to provide in connection with bandages 
medicinal, antiseptic or germicidal agents having 
a retarding and destructive effect upon the growth 
of micro-organisms and to provide in connection 
with such agents what night be termed 'pro 
tective' means for preventing their premature 
action or reaction and to arrange Such means 
so that at the tine that the bandage is used, the 
protecting means is so altered as to permit the 
action or reaction at the time of use. 
The material or agent which is to be included 

With the bandage may be included in almost 
any sort of bandage and may be put into or 
upon the bandage in a variety of Ways. In One 
form of tha invention it is convenient to build 
up a bandage of a number of layers of material. 
This may be cloth, cotton or cellulose material 
and it may or may not be built up of a number 
of layers. The antiseptic and deodorant agent 
may be put between the various layers or may 
be all gathered in a more or less compact layer. 
It may be put in as the bandage is made or it 
may be inserted afterwards, but in general the 
invention is most advantage Osly carried out by 
using a bandage with at least two layers and 
by putting the agent between or on the layers so 
that it has the advantage of the mechanical 
protection of being enclosed between layers of 

(C. 6-84) 
material and thus it is not lost or displaced be 
fore the time of use. 

Several forms of the invention are shown in the 
accompanying drawing, wherein 

Figure 1 is a plan view of a bandage, with 
parts broken away and parts in section; 

Figure 2 is a transverse section taken at line 
2-2 of Figure i: 

Figure 3 is a section generally similar to Figure 
2, showing a modified form; 

Figure 4 is a plan view, with parts broken 
away and parts in section, illustrating a further 
modified form, 
Like parts are designated by like characters 

throughout the specification and drawing. 
As shown in Figures 1 and 2, the bandage is 

Inade up of three layers of material A. These 
may be of cloth or fabric of any SOrt; they may 
be of cotton or of cellulose material, or of any 
material suitable for the making of bandages. 

Between each of the layers of material there 
may be positioned a layer B of the medicinal agent 
and these layers of medicinal agent may extend 
throughout the entire area of the bandage but 
Ordinarily it is Satisfactory to have the area, 
limited, as shown in Figure 1, to that portion 
of the bandage which is most likely to come in 
contact with the material which it is desired 
to have the agent act upon. Where the bandage 
is made up of a number of layers, it is frequently 
convenient to surround it with an envelope por 
tion C, which may be of woven fabric or any 
other material, and which serves to hold the layers 
of the bandage and the bandage generally against 
breaking apart. It will be understood that as 
shown in Figures 1 and 2 there are but three layers 
of material forming the bandage proper and two 
layers of the medicinal agent. It might be con 
venient to have almost any number of layers of 
each of these parts of the bandage. There might 
be layers of cloth between which there might not 
be any of the medicinal agent. 
As shown in Figure 3 there are but two layers 

of the bandage D, D, and between them is a layer 
or quantity of the agent E. This bandage is not 
provided with a cover such as the fabric cover 
ing C of the bandage shown in Figures 1 and 2. 
There is shown in Figure 4 a further modified 

form in which the bandage is made up of two or 
more layers of material F, F. Between the layers 
there is a quantity of the agent G and upon the 
outer Surface of the upper layer there is also a 
quantity or layer of the agent G. 
The various forms and modifications of the 

bandage illustrated above serve to illustrate three 
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Or greater numbers of coatings of the sodium 
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which is formed of non-reactive material. 

2 
possible forms of a bandage arranged to contain 
and Support the desired medicinal agent. An al 
most infinite number of arrangements is possi 
ble. They may be generally Suinnmarized by the 
Statement that the desired Inedicinal agent, which 
will be pointed out in greater detail below, is put 
onto or within or both oil to and Within Some form 
of bandage which is of suitable shape and ma 
terial for the application to which it is to be put. 
The medicinal agent is So manufactured or 

treated that while it is in the bandage and until 
the actual moment of use, it is held against pre 
mature action or reaction. Since the bandages 
are ordinarily intended for bodily use, the pro 
tective means or coating arranged for the agent 
is preferably such that when the bandage is ap 
plied, either the body heat, moisture or secre 
tions, or any or all together, cause such a change 
in the protective means that the agent itself is 
freed for action or reaction and it thus becomes 
effective for, or is released for, use only when 
the bandage which carries it is put into use. 
As a concrete example of one form of the in 

vention and one application, the invention may 
be applied in the manufacture of Sanitary nap 
kins. This may conveniently be made of cellu 
lose material arranged in layers and may be pro 
vided with an enclosing fabric envelope, and it 
thus conforms generally to the form of bandage 
shown in Figures 1 and 2. There will be arranged 
in one or more bodies and between two or more 
of the layers of the napkins, or upon the napkin, 
a quantity of the medicinal agent. This may be 
inserted or applied at any time during the manu 
facture of the completed napkin and it may be 
applied either dry or moist, and it may be applied 
to the napkin during manufacture or after man 
ufacture, when it is dry or noist. 
One satisfactory mi crial which may be used 

... as the medicinal agent for applied to the nap 
kin is chloramine. In one manner of carrying out 
the invention, this is preferably reduced to a 
more Or leSS granular form, of preferably Small 
size, and while it all need not be reduced to par 
ticles of the same size, it is usually more con 
venient to treat the material so that the particles 
are approximately of the same order of size. A 
quantity of this granular chloramine is put into 
a revolving drum, or any other coating chamber, 

Into 
this drum or chamber and upon the chloramine 
within it there is sprayed or otherwise applied 
a quantity of Sodium stearate, which may be 
mixed With chloroform or other diluent material 
so that it may be conveniently sprayed. The 
chloramine to be coated need not all be put into 
the coating chamber at once but may be intro 
duced gradually so that certain portions of it 
remain longer in the chamber than other por 
tions and thus certain portions receive thicker 

Stearate than other portions, and in fact as chlor 
amine is continuously added, the particles that 
have been in the longest will have the thickest 
coating of Stearate and the thickness of the coat 
ing on the particles will vary substantially with 
the time that they have been in the coating cham 
ber, the thickest coating being on the particles 
first introduced and the thinnest being on those 
last introduced. After a suitable quantity of 
chloramine has been introduced into the coating 
chamber, it is then removed and applied to the 
napkins, as has been said, in any suitable way, 
either by being put between the layers or upon 
the outer Surface of the bandage or otherwise, 

1,950,957 
and it may be applied to the bandage when total 
ly dry or moist. For Sonne purposes it may be fas 
tened to the bandage by an adhesive and when 
that is done the adhesive chosen is one which is 
harmless and which preferably takes no part 
in the reaction which occurs when the protective 
coating is So altered as to permit the chloramine 
particles to becol.he active. Instead of the ad 
hesive a binder might be used which might be 
Water or some other solvent or paitial solvent, 
which will cause the coating of the particles, or 
the material, generally, to soften to the degree 
necessary to cause them when drying, or other 
wise, to adhere to the bandage portion. Any com 
pound of fatty acid or any oleagenous or sticky 
Substance may be used. The particular method 
of applying the agent to the bandage forms no 
particular part of the present invention and 
the agent might be applied at any stage of the 
manufacture, mechanically or by hand. 

I have described the preparation of a quantity 
of chloramine so that some particles will be 
Coated more heavily than others. In the method 
described it will be apparent that there will be 
a progressive variation of thickness of coating 
upon the various particles so that in effect if the 
particles are introduced into the chamber for 
treatment in ten increments, the first increment 
will have ten coatings and the last only one, or 
the coating of the first increment will be ten 
times as thick as that of the last increment, and 
the coatings of the other increments will vary 
progressively from the greatest to the least, de 
pending upon the time that the particular incre 
ment was in the treating chamber and subjected 
to the action of coating. When this quantity 
of material is used, it will preferably be mixed 
So that any given fraction will contain some par 
ticles having the greatest coating and some the 
least, and particles with the intermediate grada 
tions or numbers of coatings, and thus when the 
material is put into use, there will be a progres 
Sive action. Those having the least coating will 
become active the first, because this coating will 
be destroyed, broken or so altered as to permit 
action more rapidly than the particles having 
the heavier coating, and there is thus set up a 
progressive action and when the bandage is put 
into use all of the particles do not become active 
at the same time. When the action has first com 
menced by the change in the coating of the mate 
rials having the lightest coating or the coating 
most easily broken, then action will continue 
progressively as the particles having heavier 
coatings or coatings less easily broken are grad 
ually affected, and the final action will involve 
the particles having the thickest or the most dif 
ficultly broken coating. For many purposes it 
is preferable to use chloramine so treated and 
arranged as to provide this progressive action. 
However, this is not essential and for some pur 
poses the chloramine arranged in the bandage 
is all uniformly treated and thus the particles 
act more nearly at the same time and without 
the delayed or progressive action just referred to. 
The chloramine may be coated in a variety of 

Ways and With a variety of coatings and it is not 
necessary to use a solution or mixture of sodium 
Stearate with chloroform. A vapor of the coat 
ing material may be prepared and the chlor 
amine particles may be dropped or otherwise 
moved through the vapor. If sodium stearate 
is used it may for Some purposes be applied as an 
aqueous mixture without the chloroformand when 
applied as an aqueous mixture it is preferably pre 
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viously placed in fine suspension. For this pur 
pose it may be passed through a colloid mill. It 
may be mixed with carbon tetrachloride or with 
ethylene derivatives, or with any of the com 

5 pounds of the group known as glycol compounds. 
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borate, trioxymethylene and chlorthymol. 
also use a large variety of other materials, in 

The coating material need not for all purposes 
be sodium stearate. Other stearates may be used 
and other alkaline earth compounds may be used, 
as well as other materials. Sodium chloride and 
sodium bicarbonate are suitable coating materials 
for SOme purposes. 
While I have referred to chloramine as the 

active agent and while it is one of the most im 
portant, my invention is not limited to the use or 
the treatment of chloramine. Chloramine is a 
material which, while it has other actions, does 
upon Suitable reaction liberate chlorine gas and 
my invention therefore broadly contemplates the 
use of a gas-liberating material. It may be 
applied to any material containing a halogen 
radical. It may also be applied to sodium per 

I may 

cluding other gas liberating materials. I may 
also use a large variety of other materials that are 
not gas liberating. For some purposes it is de 
sirable to use or to add products other than those 
already suggested and these would include almost 
any desirable substance which might be useful on 
Or in the bandage. Among such other materials 
are aromatic products, perfumes and essential 
oils. 
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formation of odor producing products. 

Thus far I have referred to the material which 
is used as being a medicinal agent or an antiseptic 
Or germicidal agent, or a deodorant or an agent 
having a retarding or destructive effect upon the 
grOWith of microorganisms. For purposes of 
brevity, in some of the claims I shall refer t ) 
this material simply as a “reactive agent' and 
where that expression is used in the claims I in 
clude an agent having any or all of the properties 
desired, mentioned or suggested. 
The bandage, in whatever particular style or 

details it may be made, embodies some holding or 
Supporting body and a duantity of reactive ma 
terial or medicinal agent on or in the bandage 
body, and as has been pointed out, this reactive 
material is provided with a protective coating so 
that it is held against reaction until actually put 
in use. Whether or not the bandage is in the par 
ticular form of a sanitary napkin, or of some other 
type of bandage, its use is much the same. When 
it is to be used it is put in place upon the body 
and in use comes in contact with body tempera 
ture and body fluids. In effect the temperature 
and the fluids, and in some cases the tempera 
ture alone, so alters the protective covering as to 
permit the reaction of the material which reacts 
with the body fluids or other products to prevent 
decomposition, to prevent or retard the growth 
of micro-organisms and to prevent or retard the 

In its 
preferred form the bandage embodies the reactive 
or medicinal agent so arranged as to produce a 
progressive reaction and thus it may be retained 
in use for an extended period and as additional 
quantities of body fluids come in contact with the 
bandage, additional portions of the reactive agent 
will be freed for reaction so that in effect a fresh 
portion of the bandage is presented to a succession 
of accretions or deposits of body fluid for an ex 
tended period of time. Of course, the bandage 
may be used without embodying the progressive 
reaction and for some purposes it is desirable to 

have all of the reactive agent coated in one way 
so that it acts substantially at the same time. 
Either this action or the progressive action maybe 
provided for. 
In one particular type of agent, where the chlor 

amine particles are used as the active agent and 
where they are covered with a coating of stearate, 
the body fluids dissolve or soften the coating sufi 
ciently to destroy its insulating or protecting 
effect and to free the chloramine for its gas 
liberating action and for its other and subsequent 
benefits and effects. Where other forms of active 
agent are used and where other coatings are used, 
the effect is substantially the same. Either the 
body temperature or the body fluids or both, act 
ing together, alter the protective coating to such 
a degree that it no longer has a protecting effect 
and, therefore, the desired reaction takes place. 
The progressive operation of the reactive agent 

has been suggested and for many purposes this is 
desirable. The invention, however, contemplates 
almost any possible action in which the reactive 
agent may act all at Substantially one time or 
it may act at almost any speed variation. So that 
in One case it might act at a constant speed, in 
effect a certain number of particles becoming 
active at each time interval, so that for the total 
time involved there is a constant amount of re 
action. Or the coatings and material may be so 
arranged that at first there is a substantial quan 
tity of reaction, then for a period little or none, 
and then more reaction. In other words, it is 
within the contemplation of the invention to pro 
Wide almost any possible variation of Speeds of re 
action. 
The bandage has been spoken of as being adapt 

ed for bodily use and by this is meant not merely 
human use but use upon animals. 
While the bandage will frequently become effec 

tive under the influence of the body heat, moisture 
or Secretions, it may be made effective and the 
reactive material may be freed for reaction as the 
result of the action or effect of influences arising 
outside of and apart from the body. 

For Some purposes the edges of the bandage 
may be compressed or fastened together to pre 
vent Spilling of the agent or other material which 
may be placed between the layers of the bandage. 
Such compressed portion is indicated in one of the 
accompanying figures at H. The bandage may be 
compressed together at this point or it may be 
fastened together by some adhesive material or 
stitched together. Thus the layers or some of 
them may be fastened together in any suitable 
way so that material placed between them cannot 
accidentally escape or be spilled from them. As 
shown stitching has been used. This is not 
necessary and as stated any form or means of ar 
ranging the bandage to prevent spilling might be 
used and is within the contenplation of the in 
vention. 

I claim: " .. 
1. In combination in a bandage, a quantity of 

particles of chemically active material, and pro 
tective, coating material upon said particles, 
adapted to prevent its premature action, the coat 
ings of different particles differing in their de 
gree of resistance to materials with which they 
are brought into contact, so that, at the time of 
use, the coatings are affected in accordance with 
their varying degrees of resistance, to free parts 
of the material for action at differing times and 
to provide a progressive action of the entire mass 
of material, and a bandage body carrying Said 
active material. 
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chloramine divided into particles, 
2. In combination in a bandage, a quantity of 

protective 
coatings for the said particles to prevent their 
premature reaction, the said coatings being of 
varying degrees of resistance to the materials 
with Which they will be brought into contact at 
the time of use, whereby a progressive freeing of 
the chloramine for reaction during use is accorn 
plished, and a bandage body carrying said chlor 
amine and forming with it a bandage. 

3. In combination in a bandage, a quantity of 
chloramine, divided into particles, protective coat 
ings of sodium stearate for the Said particles to 
prevent their premature reaction, the said coat 
ings being of varying degrees of resistance to 
the materials with which they will be brought 
into contact at the time of use, whereby a pro 
gressive freeing of the chloramine for reaction 
during use is accomplished, and a bandage body 
carrying said chloramine and forming with it a bandage. 

4. In combination in a bandage, a quantity of 
chloramine, divided into particles, protective 
coatings for the Said particles, to prevent their 
premature reaction, the Said coatings being of 
varying degrees of thickness, whereby a progres 
sive freeing of the chloramine for reaction dur 
ing use is accomplished, and a bandage body 
carrying said chloramine and forming with it a bandage. 

5. In combination in a bandage, a quantity of 
particles of chemically reactive material, and a 
protective coating upon said particles, adapted 
to prevent their premature reaction, the coatings 
of different particles differing in thickness, so 
that, at the time of use, the coatings are affected 
in accordance with their varying degrees of 
thickness, to free parts of the material for reac 
tion at differing times and to provide a progres 
sive reaction of the entire mass of material, and 
a bandage body carrying said reactive material. 

6. In combination in a bandage, a quantity of 
chloramine, divided into particles, protective 
coatings of sodium stearate for the said particles 
to prevent their premature. reaction, the said 
coatings being of varying degrees of resistance to 
the materials with which they will be brought 
into contact at the time of use, whereby a free 
ing of the chloramine for reaction at a varying 
rate of speed during use is accomplished, and a 
bandage body carrying said chloramine and 
forming with it a bandage. 

7. In combination in a bandage, a quantity of 
chloramine, divided into particles, protective 
coatings of a compound of fatty acid for the said 
particles to prevent ther premature reaction, the 
Said coatings being of varying degrees of resist 
ance to the materials with which they will be 
brought into contact at the time of use, where 
by a freeing of the chloramine for reaction at 
a varying rate of Speed during use is accom 
plished, and a bandage body carrying said chlor 
amine and forming with it a bandage. 

8. A composition of matter comprising a quan 
tity of particles of chemically active material, and 
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protective coating material upon said particles, 
adapted to prevent its premature action, the coat 
ings of different particles differing in their de 
gree of resistance to materials with which they 
are brought into Contact, so that, at the time of 
use, the coatings are affected in accordance with 
their varying degree of resistance, to free parts 
of the material for action at differing times and 
to provide a progressive action of the entire mass 
of materia. 

9. A composition of matter comprising a quan 
tity of chloramine divided into particles, pro 
tective coatings for the said particles to prevent 
their premature reaction, the said coatings being 
of varying degrees of resistance to the materials 
With Which they will be brought into contact at 
the time of use, whereby a progressive freeing of 
the chloramine for reaction during use is accom plished. 

10. A composition of matter comprising a 
quantity of chloramine, divided into particles, 
protective coatings of sodium stearate for the 
said particles to prevent their premature reac 
tion, the said coatings being of varying degrees 
of resistance to the materials with which they 
Will be brought into contact at the time of use, 
whereby a progressive freeing of the chloramine 
for reaction during use is accomplished. 

11. A composition of matter comprising a quan 
tity of chloramine, divided into particles, pro 
tective coatings for the said particles, to pre 
Went their premature reaction, the said coatings 
being of varying degrees of thickness, whereby 
a progressive freeing of the chloramine for reac 
tion during use is accomplished. 

12. A composition of matter comprising a quan 
tity of particles of chemically reactive material, 
and protective coatings upon said particles, 
adapted to prevent their premature reaction, the 
coatings of different particles differing in thick 
ness, so that, at the time of use, the coatings are 
affected in accordance with their varying degrees 
of thickness, to free parts of the material for re 
action at differing times and to provide a pro 
gressive reaction of the entire mass of material. 

13. A composition of matter comprising a quan 
tity of chloramine, divided into particles, pro 
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tective coatings of Sodium stearate for the said 
particles to prevent their premature reaction, the 
said coatings being of varying degrees of resist 
ance to the materials with which they will be 
brought into contact at the time of use, whereby 
a freeing of the chloramine for reaction at a 
varying rate of speed during use is accomplished. 

14. A composition of matter comprising a quan 
tity of chloramine, divided into particles, pro 
tective coatings of a compound of fatty acid for 
the said particles to prevent their premature re 
action, the said coatings being of varying de 
grees of resistance to the materials with which 
they will be brought into contact at the time of 
use, whereby a freeing of the chloramine for re 
action at a varying rate of Speed during use is accomplished. 
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