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1. 
This invention relates to a heat-sealable sheet 

material not having any exposed coating mate 
rial on its outer surfaces. More specifically, this 
invention relates to a heat-sealable sheet ma 
terial having a composition provided internally 
of the sheet material which is not normally ex 
posed, but which is activated and brought to 
the surface to provide an adhesive film which 
forms a seal upon application of heat and pres 
sure to any suitably selected area desired to be 
sealed. 

Further details and advantages of the inven 
tion will be apparent from the following specifl 
cation and drawings wherein: 

Figure 1 is a perspective view of our heat 
sealable sheet material partly broken away to 
show the components thereof. 

Figure 2 is an enlarged sectional view taken 
on lines 2-2 of Figure 1, 

Figure 3 is a plan view of a bag made of our 
heat-sealable sheet material, 

Figure 4 is an enlarged fragmental sectional 
view taken on lines 4-4 of Figure 3, 

Figure 5 is an enlarged fragmental Sectional 
view of the upper portion of Figure 4, and 

Figure 6 is an enlarged sectional view taken 
on lines 6-6 of Figure 3. 

Hitherto available heat-sealable sheet mate 
rials have been provided with a surface coating 
of suitable compositions which are activated or 
softened by action of heat when a seal or seam 
is to be formed. Such sheet materials are diff 
cult to handle prior to use due to their pressure 
sensitive properties when they are stacked or 
rolled up as the outer coating composition has 
a tendency to cause blocking or sticking together 
of the contacting sheets or layers. Furthermore, 
such prior external coatings cause difficulty when 
the sheet materials are handled by wrapping 
machinery as the coating may adhere to machine 
parts or scrape of and accumulate on moving 
parts and thus prevent efficient operation. There 
are also many sticky and soft types of heat 
sealable compositions that could not be possibly 
used as exposed external coatings that can now 
be used in heat-sealable sheets made in accord 
ance with our invention as the composition in 
our sheet is not exposed and will not cause 
blocking or cause adhesion of any contacting 
materials, 
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These disadvantages and difficulties have been 
effectively overcome by our invention as we pro 
duce an efficient heat-Sealable sheet made of 
superposed plies of sheet materials without hav 
ing any external coating thereon of any kind. 
The sheets are united by an intermediate con 
tinuous film formed of a suitable composition 
and of suitable thickness on basis weight (pounds 
per 480 sheets size 24 x 36 in.) so that upon 
application of heat and pressure to any selected 
area thereof an adhesive film will be generated 
on the outer surface of one of the sheets to form 
an adequate Seal or bond. According to one 
embodiment of our invention, we utilize a sheet 
material, indicated by numeral 3 in Figures 1 
and 2, which is characterized as the base sheet, 
and a relatively porous sheet material , united 
by an intermediate smooth, continuous, uniform 
thermoplastic film 2 formed of a suitable com 
position. An important characteristic of sheet 
f is that it is relatively porous and permeable 
as Compared with the base sheet in regard to 
the intermediate layer 2 when in softened or 
molten condition, so that when the combined 
sheet is subjected to heat and pressure, the film 
2 will migrate, pass or strike through the porous 
sheet to provide a sealing adhesive film on the 
surface of the porous sheet in sufficient amount 
to form a strong seal, seam or bond at any area 
where desired. The porous sheet not only per 
nits the adhesive film to migrate to the sur 
face of the sheet, but it also serves to reinforce 
the adhesive film thereby preserving its continu 
ity when the sheet is creased, folded or seamed. 
The continuity of the intermediate film is thus 
not broken or impaired by handling, use, or 
when the sheet is converted into containers and 
receptacles, or during any packaging operations, 
thereby tending to retain the initial vapor and 

40 moistureproof and other protective properties of 
the combined sheet. Our sheet material thus 
can be regarded as comprising a relatively in 
permeable base sheet 3 which is coated with a 
film of thermoplastic adhesive film 2 having ap 

45 pilled thereto a normally non-removable rela 
tively porous cover sheet to avoid exposure of 
the thermoplastic adhesive and consequent block 
ing or sticking, the cover sheet having such 
physical characteristics that when heat and pres 

50 sure are applied to the combined sheets, the 

O 

5 

20 



2,474,619 
3 

thermoplastic adhesive will migrate through the 
cover sheet in sufficient quantity to form an 
external Seal. 
our sheet material may be used to form heat 

sealable bags, receptacles, containers, cartons, 
packages, Jinings for receptacles, tubes and the 
like of any desired construction. In forming 
bags, for example, from our sheet material 0, 
the longitudinal edges 32 of a sheet of suitable 
dimensions may be folded so as to form an over 
lapped longitudinal seam having a width B as 
shown in Figure 3. The sheet is folded so that 
the dense sheet 3 is on the exterior of the bag 
and the porous sheet is presented on the in 
terior surface of the bag as shown in Figure 4. 
The longitudinal seam is formed by heat sealing 
the sheet to itself as illustrated in Figure 6 or 
by use of any suitable external adhesive. The 
bottom seam 3 is then formed by applying heat 
and pressure to the bottom edge portion of the 
bag. The seam is shown in larger scale in Fig 
ure 4. Any substance desired to be packaged 
is then placed within the bag and then the upper 
seam 30 is formed by applying heat and pressure 
to the area A. As shown in Figure 5, in form 
ing the top and bottom seams superposed areas 
of the porous sheets are brought in face-to-face 
relation and the molten film 2 at these areas is 
driven through to the interface between the 
contacting areas of the sheet so as to form 
a very strong and tight Sean. 

In practical production of our heat-sealable 
sheet material we apply the homogeneous ther 
moplastic heat-sealing composition preferably as 
a smooth continuous flexible coating of suitable 
uniform thickness on the base sheet by any Sluit 
able means and under such controlled conditions 
as to prevent formation of a surface film on the 
exposed face of the porous sheet. We may apply 
our molten adhesive composition between the 
base sheet and cover sheet by means of Suitable 
rotating rolls adjusted So as to provide a con 
trolled and predetermined thickness of film be 
tween the sheets. The combined sheets may be 
chilled to control the degree of penetration of the 
adhesive therethrough. The viscosity and physi 
cal characteristics of the adhesive composition 
may also be suitably controlled to prevent migra 
tion of the composition through the porous sheet 
when the sheets are combined with the adhesive. 
Instead of applying the adhesive as a continuous 
film we may apply the composition only in cer 
tain predetermined areas and of any suitable con 
tour. The composition, for example, may be ap 
plied in the form of bands or stripes at the 
margins or other portions between the sheets so 
that the sheets are heat-sealable only in such 
areas. The adhesive composition may also be 
applied by means of knurled or specially con 
toured rollers so as to apply the adhesive in suit 
ably spaced areas or in the form of discrete 
particles or spots instead of in a continuous film 
form. In such application a sufficient quantity of 
the adhesive is applied so that it will migrate 
through the porous sheet to form a Seal or bond. 
Any suitable base sheet material 3 is selected 

depending upon the particular usage of the final 
product, such as paper, paper board, regenerated 
cellulose, glassine, parchment paper, rubber hy 
drochloride, cellulose acetate, ethyl cellulose, 
vinyl resins, any suitable synthetic resin foils, 
metal foils and the like. The sheet material may 
be treated so as to impart any desired additional 
characteristics the?reto such as greater imper 
viousness to the adhesive used, wet-strength, 
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4. 
greaseproofness and flexibility. In the case of 
paper, it may be suitably coated and super 
calendered for printing purposes. 
The sheet f is selected so as to be relatively 

por Olls as Compared with the base sheet 3, and of 
such structure as to permit migration of the 
molten or softened intermediate layer 2 to the 
surface of the porous sheet, through the material 
of the sheet itself or through any interstices, 
pores, channels, openings or perforations present 
in the sheet . In other words, the sheet is 
selected so as to have suitable physical or struc 
tural characteristics so as to permit the molten 
or Softened adhesive layer 2 to migrate or pass 
outwardly to the exposed surface of the porous 
sheet. Depending upon the type of porous sheet 
Selected, the molten adhesive will migrate either 
through the substance of which the sheet may be 
made or through any interstices, pores, channels, 
slits or openings existing in the sheet. Light 
weight paper tissue, for example, has a porous 
structure formed by interlacing of cellulosic fibers 
which permits the molten or softened adhesive to 
pass through the sheet readily. 
Our invention, however, is not restricted to the 

use of paper tissue sheets. We may use any suit 
able type of porous, woven or reticulated sheets, 
such as woven and knitted fabrics, netting, and 
the like. We may also use comparatively dense or 
impervious sheets, such as parchment paper, 
glassine, regenerated cellulose, and even metal 
foils, by providing slits, holes, or openings of 
suitable dimensions and suitably distributed 
throughout such sheet materials or in selected 
and predetermined areas so as to permit the 
molten or softened adhesive layer 2 to pass 
through such openings. The expression "porous 
sheet' or cover sheet is intended to include any 
of the previously described sheets which permit 
the softened or molten adhesive layer 2 to migrate 
to the surface thereof in sufficient amount to pro 
vide an adhesive sealing film on the outer surface 
of the porous sheet. We prefer to use a porous 
sheet made of light weight paper tissue relatively 
lighter in weight than the base sheet, for example, 
less than 20 lbs. paper sulphite tissue. Such tissue 
sheet is comparatively porous with respect to the 
base sheet so as to permit the adhesive layer to 
migrate differentially in greater amount by 
weight per unit weight of sheet through the 
porous sheet rather than the base sheet so as to 
generate an adhesive film on the Outer surface of 
the porous sheet. The porous paper sheet may 
be treated if desired with urea-formaldehyde 
resins, or melamine resins, in Small amounts, say 

to 5% by Weight, to increase its wet-strength 
without however affecting its porosity and other 
original physical characteristics. Both the base 
sheet and porous paper sheet may be wax-sized 
or dry-waxed to increase their waterproofness, 
moldproofness, wrapping machine workability, 
etc. 
In any particular combination of base sheet 

and porous sheet the intermediate adhesive layer 
is of Such character that upon application of heat 
and pressure to the combined sheet the inter 
mediate layer upon melting or softening will be 
driven or migrate differentially through the 
porous sheet and penetrate to the surface thereof, 
rather than tend to migrate through the base 
sheet which resists the migration of the adhesive 
therethrough as it is relatively more imperious 
and/or dense than the porous sheet. The ad 
hesive, in other words, will take the path of least 
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resistance and will penetrate through the porous 
sheet and only partially, if at all, through the 
relatively denser base sheet to generate an ad 
hesive sealing frn on the surface of the porous 
sheet. 
The sheet may be treated so as to permit 

migration of the adhesive Only at certain pre 
determined areas. This may be accomplished, 
for example, by lacquering a porous paper sul 
phite tissue sheet in certain predetermined areas 
so that the adhesive will not migrate through the 
sheet at such treated areas. A dense type of 
sheet may also be provided with suitable open 
ings, slits, or pinholes at certain predetermined 
areas through which the adhesive may migrate, 
but not elsewhere. 
We find it advantageous to form the interme 

date adhesive film so as to have a basis weight 
of at least about 1% to 2 times or preferably more 
than the basis weight of the porous sheet when 
using, for example, a paper base sheet of 17 lb. 
sulphite and 9 lb. porous sulphite paper sheet. 
When such thickness of the intermediate film is 
provided there will be sufficient adhesive composi 
tion to bond the sheets together, and also upon 
application of heat and pressure, the interme 
diate composition will penetrate and Saturate 
the porous sheet to such extent as to migrate to 
the surface and form a suitable bonding film at 
the outer surface thereof. 

Suitable thermoplastic intermediate adhesive 
layers which we may use are selected or blended 
microCrystalline waxes; microcrystalline waxes 
having one or more added ingredients such as 
various elastomers, resins, gums, rubber, syn 
thetic rubber, isobutylene and butylene polymers, 
metallic soaps such as aluminum soaps of the 
higher fatty acids as aluminum stearate, oleate or 
palmitate in amounts from 1 to 30% by weight; 
paraffin wax containing any of the previously 
mentioned ingredients added thereto and in 
about the same amounts; cellulose derivative 
compositions; synthetic resins, such as phenol 
formaldehyde resins, urea-formaldehyde resins, 
vinyl resins; asphalts; natural gums; protein 
containing compositions such as zein; and casein. 
These compositions are utilized for combining and 
adhering the base sheet to the porous sheet in any 
known manner, as previously explained, so as to 
control selectively the degree of penetration of the 
composition into the base and relatively porous 
sheet. When using thermoplastic hot-melt com 
positions having wax as the base ingredient, we 
may chill the combined sheets at the point of 
combining so as to control penetration or migra 
tion of the composition through both combined 
sheets. The ingredients of the composition used 
may be suitably selected and compounded so as to 
have suitable viscosity so as to be non-penetrat 
ing with respect to the sheets to be united during 
the uniting operation. The conditions under 
which the sheets are combined, such as speed of 
uniting, temperature of application of the ad 
hesive, chilling of the combined sheets also can 
be controlled in any known manner to prevent 
penetration. In this way we obtain a heat-seal 
able sheet which has a continuous flexible uni 
form layer of the intermediate sealing composi 
tion without any of the composition being pres 
ent on the Outer exposed surfaces of the sheet. 
We may retain the original unimpaired physical 
surface characteristics of the sheet material used 
so that they can be printed, coated, glued or 
treated in any desired manner without disturbing 
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6 
the intermediate layer which is activated and provides a sealing means only upon application 
of heat and pressure to selected areas of the com 
bined sheet. . . 
The following are typical specific examples of 

Our sheet material, the numerals preceding each 
component being the same as in the drawings, 
weights being given per ream (480-24 x 36): 

COMPONENT 

cample 1 
Pounds weight 

per ream 1. Porous dry-waxed sulphite tissue paper-- 13.2 
2. Microcrystalline wax M. P. 140°-160° F - 19.3 
3. High wet strength bleached kraft paper.-- 33.5 

Total ----------------------------- 66.0 
Ecampe 2 

Pounds weight 
per ream 1. Porous sulphite tissue paper------------ 9.0 

2. 3% aluminum stearate, 5% ester gum, and 
92% microcrystalline wax M. P. 145° F., 
by wt------------------------------- 22.0 

3. One side clay coated paper------------- 40.0 

Total ---------------------------- 710 
Eacample 3 

Pounds weight 
per ream 1. Porous sulphite tissue paper------------ 9.0 

2. 3% aluminum stearate, 5% ester gum, and 
92% microcrystalline wax M. P. 145° F., 

20.0 ------- - - - - - - - - - - - - - - - - - - - - - - ? - ?W ??b 
3. Supercalendered sulphite paper--------- 17.0 

Total ----------------------------- 46.0 
Eacample 4 

Pounds weight 
per Team 1. Porous dry waxed sulphite tissue paper 11.0 

2. 3% aluminum stearate, 5% ester gum, and 
92% microcrystalline wax M. P. 145° F., 

25.0 --------- - - - - - - - - - - - - - - - - - - - - - - ?W ??b 
3. Regenerated cellulose------------------ 20.0 

Total ----------------------------- 56.0 
Eacample 5 

Pounds weight 
per ream 1. Porous sulphite tissue paper------------ 9.0 

2. 3% aluminum stearate, 5% ester gum, 
and 92% microcrystalline wax M. P. 
145 F., by wt.------------------------ 25.0 

3. Highly plasticized glassine-------------- 30.0 

Total ----------------------------- 84.0 
Eacample 6 

Pounds weight 
per ream 1. Porous sulphite tissue paper------------ 9.0 

2. 97% by wt. microcrystalline wax M. P. 
145-7" F. and 3% by wt. aluminum 
stearate ---------------------------- 19.0 

3. Highly hydrated greaseproof sulphite pa 
PF -------------------------------- 17.0 

45,0 ---------------------------------- ?Tota" 
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Escampe 7 

Pounds weight 
per ream. 

1. Porous sulphite tissue paper------------ 
2. 3% aluminum stearate, 5% ester gun, and 

92% microcrystalline wax M. P. 145 F., 
by wt.----------------------------- 30,0 

3. 0.016 in. machine calendered paper 
board ----------------------------- 200.0 

Total --------------------------- 239.0 
Our sheet materials are suitable for making 

heat-sealable containers and for packaging or 
wrapping any desired articles. Overlapped por 
tions of the container or wrapper can be sealed 
by applying heat and pressure thereto as pre 
viously explained to form a very strong and tight 
seal. Inasmuch as our intermediate film is not 
exposed, any materials packaged in our sheet ma 
terial will not come into direct contact with the 
sealing film. In the previous types of externally 
coated heat-sealable sheet materials there was a 
tendency for these coatings to peel and crumble, 
particularly at low temperatures prevailing for 
packaging and storing frozen foods, thereby con 
taminating the packaged foods. Our inner film 
is protected against damage, puncture, abrasion, 
adhesion of foreign substances, dirt, etc. by being 
covered by the porous sheet. Our sheets will not 
block or stick together since they have no ex 
ternal coatings to cause adhesion. Both outer 
sides of some of our laminated sheets may be 
printed if desired. Usually only the exposed face 
of the base sheet is printed for packaging pur 
poses. 
Our combined sheet material has many char 

acteristics which make it highly suitable as a 
container or wrapper for foodstuffs. It is highly 
moistureproof in both flat condition as well as 
after folding or scoring as the adhesive layer is 
supported by the porous sheet and is highly flex 
ible, water and moistureproof. Our composite 
sheet is very pliable, flexible and easily folded. 
It has a little spring-back as compared with ordi 
nary sheets when folds are made during pack 
aging operations, in both manual and automatic 
packaging operations. When our sheet material 
is folded it tends to remain in the folded condi 
tion and does not resist bonding when seams are 
formed. Thus a minimum of heat is required 
for forming seals at the overlapped portions and 
the packaged contents are thus less likely to be 
deteriorated by the heat applied. Some materials 
such as yeast, for example, are very sensitive 
even to slight heat. Our sheet materials provide 
very effective heat-sealable wrappers for yeast. 
Such yeast packages have excellent keeping qual 
ities and longer shelf life than prior packages. 
On account of the flexibility and continuity of 
our intermediate film our sheet material pro 
duces square and well formed packages. No dis 
ruption of the intermediate film will occur at 
the corners of the folds when packages are made 
as the porous sheet serves to reinforce and pro 
tect the intermediate film in those areas where 
the previous types of exposed coatings are liable 
to crack and peel during folding and creasing 
operations, losing their protective qualities. 
An advantageous application of our sheet is in 

the manufacture of heat-sealing labels. In the 
label printing and die cutting operation the sheet 
is repeatedly subjected to drastic mechanical 
pressures. Any exposed coatings produced on 
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such equipment would tend to separate and ac 
cumulate on the contacting machine parts and 
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progressively build up accumulations which 
would interfere with the operation of the equip 
ment. By use of our sheet materials these dif 
ficulties are entirely eliminated as no coating is 
exposed in our sheet. Labels made from our 
sheet material are readily heat-sealed to any 
suitable surface by application of heat and pres 
SU'8e, 
Numerous modifications and other combina 

tions of laminated sheet materials may be made 
utilizing the essential features of our invention. 
For example, instead of using a single base sheet 
we may utilize a suitable base sheet made of two 
or more plies of sheet materials selected so as to 
have any desired characteristics. The base sheet 
may also be provided with a continuous thermo 
plastic film on both faces to which a relatively 
porous sheet is united so that such triple-ply sheet 
will be heat-sealable on either face. 
Our sheet materials are suitable for forming 

heat-sealable bags, receptacles, containers, car 
tons, tapes, labels, tags, pouches, envelopes, tubes, 
gaskets, caps, bottle closures and the like; the 
term "packaging' as set forth in the claims is 
defined to include materials used in the fabrica 
iton of any of these articles. In making bags, car 
tons and receptacles of any kind the base sheet 
can constitute the exposed surface of the pack 
age, while the porous sheet provides the inner 
surface of the container which contacts the ma 
terials packaged therein. After packaging the 
materials the open ends can be readily sealed by 
application of heat and pressure, either contact 
ing superposed portions of the porous sheet in 
face to face contact or by sealing overlapped por 
tions in the same manner. 
Numerous changes and modifications may be 

made in the specific embodiments of our inven 
tion utilizing the essential and significant fea 
tures of our invention as fully disclosed herein. 
It is intended to include such modifications with 
in the scope of the appended claims. 
We claim: 
1. Aheat-sealable packaging material compris 

ing in adhered relation a relatively impermeable 
base sheet material and a relatively porous tissue 
sheet material adhered to said base sheet by an 
intermediate flexible thermoplastic adhesive film, 
said adhesive film being confined to the inner 
surface of the porous sheet and the outer ex 
posed surface of said porous sheet being substan 
tially unchanged from its original characteris 
tics, said film being present in amount so that 
upon application of heat and pressure to selected 
areas of the sheet material said adhesive will mi 
grate differentially through said porous sheet at 
said areas rather than through said base sheet 
material to generate an adhesive sealing film on 
the Outer surface of said porous sheet. 

2. Aheat-sealable packaging material compris 
ing in adhered relation a relatively impermeable 
base sheet material of cellulosic material having 
a relatively dense structure and a relatively po 
rous cellulosic tissue sheet material adhered to 
said base sheet by an intermediate flexible ther 
moplastic adhesive film, said adhesive film be 
ing confined to the inner surface of the porous 
sheet and the outer exposed surface of said po 
rous sheet being substantially unchanged from 
its original characteristics, said film being pres 
ent in amount so that upon application of heat 
and pressure to selected areas of the sheet ma 
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terial said adhesive will migrate differentially 
through said porous sheet at said areas rather 
than through said base sheet material to gen 
erate an adhesive sealing film on the outer sur 
face of said porous sheet. 

3. A heat-Sealable packaging material com 
prising in adhered relation a relatively imperme 
able base sheet material of paper having a rela 
tively dense structure and a relatively porous 
cellulosic tissue sheet material adhered to said 
base sheet by an intermediate flexible thermo 
plasticadhesive film, said adhesive film being con 
fined to the inner surface of the porous sheet and 
the outer exposed surface of said porous sheet 
being substantially unchanged from its original 
characteristics, said film being present in amount 
So that upon application of heat and pressure to 
selected areas of the sheet material said adhesive 
will migrate differentially through said porous 
sheet at said areas rather than through said 
base sheet material to generate an adhesive seal 
ing film on the outer surface of said porous sheet. 

4. Aheat sealable packaging material compris 
ing in adhered relation a relatively impermeable 
base sheet material of paper board having rela 
tively dense structure and a relatively porous 
cellulosic tissue sheet material adhered to said 
base sheet by an intermediate flexible thermo 
plastic adhesive film, said adhesive film being 
confined to the inner surface of the porous sheet 
and the Outer exposed surface of said porous sheet 
being substantially unchanged from its original 
characteristics, said film being present in amount 
So that upon application of heat and pressure to 
Selected areas of the sheet material said ad 
hesive will migrate differentially through said 
porous sheet at said areas rather than through 
Said base sheet material to generate an adhesive 
Sealing film on the outer surface of said porous 
sheet. 

5. A heat-sealable packaging material compris 
ing in adhered relation a relatively impermeable 
base sheet material of regenerated cellulose and a 
relatively porous cellulosic tissue sheet material 
adhered to said base sheet by an intermediate 
flexible thermoplastic adhesive film, said adhe 
sive film being confined to the inner surface of the 
porous sheet and the Outer exposed surface of 
said porous sheet being substantially unchanged 
from its original characteristics, said film being 
present in amount so that upon application of 
heat and pressure to selected areas of the sheet 
material said adhesive will migrate differentially 
through said porous sheet at said areas rather 
than through said base sheet material to generate 
an adhesive sealing film on the Outer surface of 
said porous sheet, 

6. Aheat-sealable packaging material compris 
ing in adhered relation a relatively impermeable 
base sheet material of metal foil and a relatively 
porous cellulosic tissue sheet material adhered to 
said base sheet by an interned late flexible thermo 
plasticadhesive film, said adhesive film being con 
fined to the inner surface of the porous sheet and 
the outer exposed surface of said porous sheet 
being substantially unchanged from its original 
characteristics, said film being present in amount 
so that upon application of heat and pressure to 
selected areas of the sheet material said adhesive 
will migrate differentially through said porous 
sheet at said areas rather than through said 
base sheet material to generate an adhesive seal 
ing film on the outer surface of said porous sheet. 

7. Aheat-sealable packaging material compris 
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O 
ing in adhered relation a relatively impermeable 
dense base sheet material and a relatively porous 
cellulosic tissue sheet material adhered to said 
base sheet by an intermediate flexible thermo 
plastic adhesive film, said adhesive film being 
confined to the inner surface of the porous sheet 
and the outer exposed surface of said porous 
sheet being substantially unchanged from its 
original characteristics, said film being present in 
amount at least about 1% times the basis weight 
of said porous sheet so that upon application of 
heat and pressure to selected areas of the sheet 
material said adhesive will migrate differentially 
through said porous sheet at said areas rather 
than through said base sheet material to generate 
an adhesive sealing film on the outer surface of 
Said porous sheet. 

8. A heat-sealable label comprising a relatively 
impermeable base sheet material, a thermoplastic 
adhesive coating on salid base sheet, and a rela 
tively porous normally non-removable fibrous 
tissue cover sheet adhered to said thermoplastic 
adhesive coating, said adhesive coating being 
confined to the inner surface of said porous cover 
sheet and the Outer exposed surface of said po 
rous sheet being substantially unchanged from 
its original characteristics, said adhesive coating 
being present in amount of at least about 1% 
times the basis weight of said tissue cover sheet 
so that upon application of heat and pressure to 
the label said adhesive coating will migrate dif 
ferentially through said cover sheet rather than 
through said base sheet material and in suf 
cient amount to generate an adhesive sealing film 
on the outer surface of said cover sheet to affix 
the label to a supporting surface. 

9. A heat-sealable label comprising a relatively 
in permeable base sheet material of cellulosic ma 
terial, a thermoplastic adhesive film on said base 
sheet and a relatively porous normally non-re 
movable cellulosic fibrous tissue cover sheet ad 
hered to said thermoplastic adhesive film, said 
adhesive film being confined to the inner sur 
face of said porous cover sheet and the exposed 
surface of said porous cover sheet being sub 
stantially unchanged from its original character 
istics, said adhesive film being present in amount 
of at least about 1% times the basis weight of 
said tissue cover sheet so that upon application 
of heat and pressure to the label said adhesive 
film will migrate differentially through said po 
rous cover sheet rather than through said base 
sheet material to generate an adhesive sealing 
film on the outer surface of said porous cover 
sheet to affix the label to a supporting surface. 

10. A heat-sealable label comprising a relative 
ly inpermeable base sheet material, a thermo 
plastic adhesive film on said base sheet and a 
relatively porous normally non-removable cellu 
losic fibrous tissue cover sheet adhered to said 
thermoplastic adhesive film, said adhesive frn 
comprising microcrystalline wax, said adhesive 
film being confined to the inner Surface of said 
porous sheet and the Outer exposed surface of 
said porous cover sheet being substantially un 
changed from its original characteristics, said 
film being present in amount of at least about 1% 
times the basis weight of said tissue cover sheet 
so that upon application of heat and pressure to 
the label said adhesive film will migrate differen 
tially through said porous cover sheet rather than 
through said base sheet material to generate an 
adhesive sealing film on the outer surface of said 
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