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(57) ABSTRACT 

Absorbent articles Such as disposable diapers, incontinent 
briefs, diaper holders, training pants and the like, having 
elastomeric ear panels and a fastening System that provides 
the user with different options as to how the absorbent article 
may be fitted to and removed from the wearer. The absorbent 
articles allow the wearer to choose between conventional 
and pull-on diaper configurations, or combinations thereof, 
and properly and comfortably fit a large range of wearer 
sizes. Further, the absorbent articles can be pulled on and/or 
off as a pant. This feature is provided by the ear panels which 
maintain Sufficient tension to hold the diaper on the wearer 
throughout the period of use without harming the wearer's 
skin, while providing enough Stretch to allow the diaper to 
be pulled up or down over the wearer's hips. The fastening 
System is refastenable for convenience yet strong enough to 
maintain the diaper in a fastened configuration without 
becoming detached if the diaper is pulled on or off the 
WCC. 
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ELASTOMERIC SIDE PANEL FOR USE WITH 
CONVERTIBLE ABSORBENT ARTICLES 

FIELD OF INVENTION 

0001. The present invention relates to absorbent articles 
Such as diapers, incontinence briefs, diaper holders, training 
pants and the like, and more particularly, to absorbent 
articles having elastomeric ear panels and a fastening System 
that provides the user with different options as to how the 
diaper will be fitted to the wearer. 

BACKGROUND OF THE INVENTION 

0002 Infants and other incontinent individuals wear 
absorbent articles Such as diapers to receive and contain 
urine and other body exudates. Absorbent articles function 
both to contain discharged materials and to isolate the 
materials from the body of the wearer and from the wearer's 
garments and bed clothing. Disposable absorbent articles 
having many different basic designs are known to the art. 
For example, U.S. Pat. Re. 26,152, entitled “Disposable 
Diaper' issued to Duncan and Baker on Jan. 31, 1967 
describes a conventional disposable diaper which has 
achieved worldwide acceptance and commercial Success. 
Further, U.S. Pat. No. 5,246,433 entitled “Elasticized Dis 
posable Training Pant And Method of Making The Same” 
issued to Hasse et al. on Sep. 21, 1993 discloses a unitary 
disposable absorbent article that can be used as a training 
pant. 

0003. In the market today, the consumer has a number of 
different basic diaper designs to choose from depending on 
the desired options, comfort and cost, including conven 
tional diapers, belted diapers, and “pull-on' type diaperS or 
training pants. However, many of the absorbent articles on 
the market today are capable of fitting only a Small range of 
wearer Sizes and therefore, the consumer must continually 
monitor the size of the wearer to determine which diaper will 
comfortably and effectively fit the wearer. Further, most 
commercially available diaperS are limited in that they can 
only effectively be used in one of the above-mentioned 
configurations without any of the benefits attributable to any 
of the other diaper types. Thus, the consumer must purchase 
different diaperS depending on the desired characteristics for 
the intended use. 

0004 Conventional diaper designs are generally the least 
expensive type of absorbent article to produce and are 
generally acceptable for use on babies and perSons who are 
Sick or otherwise confined to a bed. A conventional diaper is 
fitted to the wearer by first placing a portion of the diaper 
under the wearer (generally, the back portion of the diaper is 
placed under the buttocks and rear waist of the wearer) and 
then pulling the remainder of the diaper through the wearer's 
legs. The rear portion of the diaper is then attached to the 
front portion of the diaper on each side of the wearer. 
However, Such conventional configurations tend to be very 
difficult to use when the wearer refuses to remain still 
throughout the period of application. Further, adult wearers 
and children in their toilet training Stage often find the 
conventional type absorbent articles difficult to put on 
themselves without assistance. 

0005 The “pull-on” design absorbent article is often used 
in training pants and incontinence briefs. The “pull-on' 
design allows the wearer to pull the absorbent article on as 
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pants and does not require any of the fastening Steps of the 
conventional or belted type absorbent article designs. 
Although this feature is desirable for many adult users and 
children in their toilet training Stage, the “pull-on' design is 
impractical for many users, especially those bed ridden and 
Small children unable to dress themselves. Pull-on absorbent 
articles generally lack any features that allow the diaper to 
be put on, removed or checked for Soiling without removal 
of the diaper and the wearer's outer clothing. Further, Such 
articles often lack features that allow for convenient, Sani 
tary disposal of the article. 

0006 The present invention combines the benefits of a 
conventional diaper with those of a “pull-on' type diaper. 
Further, the diaper of the present invention can comfortably 
and effectively fit a large range of wearer sizes. These unique 
characteristics are provided by the inventive coordination of 
Special ear panels and fastening elements. The ear panels 
and fastening elements work together to Solve the problems 
encountered in earlier attempts to provide Some of the 
features of the present invention. For example, the present 
invention can be fitted to a wide range of wearers in the 
conventional configuration and provide excellent contain 
ment and comfort characteristics due to the ability of the ear 
panels to provide a Snug fit when fitted to Small wearers as 
well as a Snug comfortable fit to much larger wearers. The 
refastenable fastening System provides a strong closure that 
can withstand the dynamic forces created by the motions of 
the wearer; the forces generally being different depending on 
the size and age of the wearer. Further, Structural design of 
the diaper provides the user with the opportunity to use the 
diaper as a pull-on. The unique ear panels provide the 
necessary Stretch to effectively accommodate a large range 
of wearers as well as the Stretch needed to provide for easy 
application as a pull up diaper. Again, the fastening System 
complements the ear panels to provide a strong closure, yet 
Still provides a means for removing the pull-on by opening 
the closures rather than pulling the diaper down over the hips 
of the wearer. This makes the removal of a Soiled diaper a 
much quicker and cleaner without the need to remove the 
wearer's clothing. Furthermore, the refastenable fastening 
System provides a pull-on user with the ability to check for 
Soiling of the diaper by opening one or more of the closures 
rather than removing the diaper completely. Also, the absor 
bent article of the present invention can easily be configured 
with a disposal feature (often the fastening System) which 
provides a convenient, Sanitary means for disposing of the 
Soiled article. 

0007. In the past, diapers designs attempting to provide 
the benefits described above have been generally unable to 
Solve the problems associated with providing a diaper that 
effectively and comfortably fits a large range of wearer sizes 
as well as provides at least two ways in which the diaper may 
be constructed and fit to the wearer. In attempting to fit a 
large range of wearers, previous diaper designs (both con 
ventional and pull-on) have generally been loose and inef 
fective containing the waste of Small wearers while being 
extremely tight, uncomfortable and unable to withstand the 
dynamic forces produced by large wearers. Further, many 
pull-on designs lacked any means for checking the diaper for 
Soiling without removal of the diaper and often the wearer's 
clothing. Likewise, pull-on designs generally lack any 
means for removing a Soiled diaper without having to tear 
one or more elements (generally seams) of the diaper which 
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can renders the diaper useleSS if checked for Soiling. Also, 
pull-on diaperS generally lack any means for convenient 
disposal. 

0008. Therefore, it is an object of the present invention to 
provide an absorbent article having a refastenable fastening 
System and Stretchable ear panels designed to allow the 
absorbent article to be fitted to the wearer in a conventional 
or “pull-on' configuration. 

0009. It is another object of the present invention to 
provide an absorbent article that will effectively and com 
fortably fit a large range of wearer sizes in either a conven 
tional or a pull-on configuration. 
0010. It is yet another object of the present invention to 
provide a pull-on diaper having a means for inspecting the 
diaper for Soiling without removing the diaper from the 
WCC. 

0011. It is still another object of the present invention to 
provide a diaper that can be fitted to a wearer or removed as 
a pull-on or a conventional diaper. 
0012 Yet another object of the present invention is to 
provide a diaper capable of being fitted to the wearer in a 
pull-on configuration having a convenient, Sanitary means 
for disposal. 

0013 These and other objects of the present invention 
will be more readily apparent when considered in reference 
to the following description and when taken in conjunction 
with the accompanying drawings. 

SUMMARY OF THE INVENTION 

0.014. The present invention provides absorbent articles 
Such as disposable diapers, incontinent briefs, diaper hold 
ers, training pants and the like, having elastomeric ear panels 
and a fastening System that provides the user with different 
options as to how the absorbent article may be fitted to and 
removed from the wearer. The diaper allows the wearer to 
choose between conventional and pull-on diaper configura 
tions, or combinations thereof. The present invention also 
provides absorbent articles that will properly and comfort 
ably fit a large range of wearer sizes. The diaper can be 
pulled on and off as a pant. The ear panels maintain Sufficient 
tension to hold the diaper on the wearer throughout the 
period of use without harming the wearer's Skin, while 
providing enough Stretch to allow the diaper to be pulled up 
or down over the wearer's hips. Further, the fastening 
System is refastenable for convenience yet strong enough to 
maintain the diaper in a fastened configuration without 
becoming detached if the diaper is pulled on or off the 
WCC. 

0.015. In one preferred embodiment of the present inven 
tion, an absorbent article is provided having a refastenable 
fastening System allowing the absorbent article to be fitted to 
a wearer in a conventional configuration or in a pull-on 
configuration. The absorbent article includes a containment 
assembly having a rear waist region, a crotch region, a front 
waist region, a pair of longitudinal edges, an inner Surface 
and an outer Surface opposite of the inner Surface. The 
containment assembly preferably comprises a topsheet, a 
backSheet joined to the topSheet, and an absorbent core 
positioned between the topsheet and the backsheet. The 
absorbent article preferably also includes a first ear panel 
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extending laterally outwardly from one of the longitudinal 
edges of the containment assembly in the rear waist region, 
the first ear panel having a proximal edge joined with the 
containment assembly, a distal edge Spaced laterally out 
Wardly from the proximal edge, an inner Surface, and an 
outer Surface. A Second ear panel preferably extends laterally 
outwardly from the other of the longitudinal edges of the 
containment assembly in the rear waist region, the Second 
ear panel having a proximal edge joined with the contain 
ment assembly, a distal edge Spaced laterally outwardly from 
the proximal edge, an inner Surface, and an Outer Surface. A 
refastenable mechanical fastening System is also preferred, 
including a first ear panel closure member disposed adjacent 
the distal edge of the first ear panel, a Second ear panel 
closure member disposed adjacent the distal edge of the 
Second ear panel. The first ear panel closure member and the 
Second ear closure member each have a pair of opposed 
longitudinal outer edges, a pair of opposed lateral outer 
edges, an outer region comprising the longitudinal and the 
lateral outer edges and a central region Surrounded by the 
outer region, the central region having an area, the first ear 
panel closure member being joined to the first ear panel and 
the Second ear closure member being joined to the Second 
ear panel. The ear panel closure members are preferably 
joined to the ear panels with bonds arranged in a bonding 
pattern having a number of discrete edge mechanical bonds 
located along at least one of the longitudinal outer edges in 
at least the outer region, the edge mechanical bonds gener 
ally extending from one of the lateral outer edges to the 
opposing lateral outer edge. The absorbent article preferably 
also includes a third closure member disposed in the front 
waist region on the Outer Surface of the containment assem 
bly. The third closure member is engageable with the first ear 
panel closure member and the Second closure member So as 
to define a waist hoop having a relaxed State circumference 
and a fully stretched circumference. 

BRIEF DESCRIPTION OF THE DRAWINGS 

0016 While the specification concludes with claims par 
ticularly pointing out and distinctly claiming the Subject 
matter which is regarded as forming the present invention, 
it is believed that the invention will be better understood 
from the following description which is taken in conjunction 
with the accompanying drawings in which like designations 
are used to designate Substantially identical elements and in 
which: 

0017 FIG. 1 is a plan view of a disposable diaper 
embodiment of the present invention having portions cut 
away to reveal underlying Structure, the Outer Surface of the 
diaper is facing the viewer; 
0018 FIG. 2 is a plan view of an alternative embodiment 
of the present invention having portions cut away to reveal 
underlying Structure, the Outer Surface of the diaper is facing 
the viewer; 
0019 FIG.3 is a perspective view of one embodiment of 
the present invention in its pull-on configuration; 
0020 FIG. 4 is a cross-sectional view of a portion of the 
front waist region one embodiment of the present invention 
having a front ear flap in a folded configuration; 
0021 FIG. 5 is a cross-sectional view of a portion of the 
rear waist region of one embodiment of the present inven 
tion; 
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0022 FIGS. 6A-C each show an embodiment of a hook 
member having a different mechanical bonding pattern; 
0023 FIG. 7 is a cut away plan view of one embodiment 
of an ear panel of the present invention comprising differ 
ential bonding, 
0024 FIGS. 8A-D are partial views of alternative 
embodiments of an ear panel and structure to which the 
engaging components of the present invention may be 
joined; and 

0025 FIGS. 9A-D are partial views of alternative 
embodiments of an ear panel and the engaging components 
joined thereto. 

DETAILED DESCRIPTION OF THE 
INVENTION 

0026. As used herein, the term “absorbent article” refers 
to devices which absorb and contain body exudates, and, 
more specifically, refers to devices which are placed against 
or in proximity to the body of the wearer to absorb and 
contain the various exudates discharged from the body. The 
term “disposable” is used herein to describe absorbent 
articles which are not intended to be laundered or otherwise 
restored or reused as an absorbent article (i.e., they are 
intended to be discarded after a single use and, preferably, to 
be recycled, composted or otherwise disposed of in an 
environmentally compatible manner). A “unitary” absorbent 
article refers to absorbent articles which are formed of 
Separate parts united together to form a coordinated entity So 
that they do not require Separate manipulative parts like a 
Separate holder and liner. A preferred embodiment of an 
absorbent article of the present invention is the disposable 
absorbent article, diaper 20, shown in FIG. 1. As used 
herein, the term “diaper” refers to an absorbent article 
generally worn by infants and incontinent perSons that is 
worn about the lower torso of the wearer. It should be 
understood, however, that the present invention is also 
applicable to other absorbent articles Such as incontinence 
briefs, incontinence undergarments, diaper holders and lin 
ers, feminine hygiene garments, training pants, and the like. 
0027 FIG. 1 is a plan view of the diaper 20 of a preferred 
embodiment of the present invention in its flat-out, uncon 
tracted State (i.e., with elastic induced contraction pulled 
out) with portions of the Structure being cut-away to more 
clearly show the construction of the diaper 20 and with the 
portion of the diaper 20 which faces away from the wearer, 
the garment facing Surface 40, facing the viewer. AS shown 
in FIG. 1, the diaper 20 preferably comprises a containment 
assembly 22 comprising a liquid pervious topsheet 24, a 
liquid impervious backSheet 26 joined to the topsheet; and 
an absorbent core 28 positioned between the topsheet 24 and 
the backsheet 26. The diaper 20 preferably further comprises 
elasticized legcuffs 32; an waist features 34, a first ear panel 
62; a second ear panel 64; and a fastening system 200 
comprising a first closure member 30, a Second closure 
member 31 and a third closure member 33. The diaper 20 
may also comprise front ear flaps 38, a landing Zone 
reinforcing member 75 and disposal means 77. 

0028. The diaper 20 is shown in FIG. 1 to have an 
garment facing surface 40 (facing the viewer in FIG. 1), an 
body facing Surface 42 opposed to the garment facing 
Surface 40, a rear waist region 44, a front waist region 46 
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opposed to the rear waist region 44, a crotch region 48 
positioned between the rear waist region 44 and the front 
waist region 46, and a periphery which is defined by the 
outer perimeter or edges of the diaper 20 in which the 
longitudinal edges are designated 50 and the end edges are 
designated 52. The body facing surface 42 of the diaper 20 
comprises that portion of the diaper 20 which is positioned 
adjacent to the wearer's body during use (i.e., the body 
facing Surface 42 generally is formed by at least a portion of 
the topsheet 24 and other components joined to the topsheet 
24). The garment facing Surface 40 comprises that portion of 
the diaper 20 which is positioned away from the wearer's 
body (i.e., the garment facing Surface 40 is generally formed 
by at least a portion of the backSheet 26 and other compo 
nents joined to the backSheet 26). AS used herein, the term 
“joined’ encompasses configurations whereby an element is 
directly Secured to the other element by affixing the element 
directly to the other element, and configurations whereby the 
element is indirectly Secured to the other element by affixing 
the element to intermediate member(s) which in turn are 
affixed to the other element. The rear waist region 44 and the 
front waist region 46 extend from the end edges 52 of the 
periphery to the crotch region 48. The rear waist region 44 
comprises two ear panels, the first ear panel 62, and the 
Second ear panel 64, which typically comprise the outer 
lateral portions of the rear waist region 44. The front waist 
region 46 may also include a pair of front ear flaps desig 
nated 38, which typically comprise the outer lateral portions 
of the front waist region 46. 
0029. The diaper 20 also has two centerlines, a longitu 
dinal centerline 100 and a transverse centerline 102. The 
term “longitudinal', as used herein, refers to a line, axis, or 
direction in the plane of the diaper 20 that is generally 
aligned with (e.g. approximately parallel with) a vertical 
plane which bisects a Standing wearer into left and right 
halves when the diaper 20 is worn. The terms “transverse” 
and “lateral', as used herein, are interchangeable and refer 
to a line, axis or direction which lies within the plane of the 
diaper that is generally perpendicular to the longitudinal 
direction (which divides the wearer into front and back body 
halves). 
0030) The containment assembly 22 of the diaper 20 is 
shown in FIG. 1 as comprising the main body (chassis) of 
the diaper 20. The containment assembly 22 comprises at 
least an absorbent core 28 and preferably an outer covering 
layer comprising the topsheet 24 and the backSheet 26. 
When the absorbent article comprises a separate holder and 
a liner, the containment assembly 22 generally comprises the 
holder and the liner (i.e., the containment assembly 22 
comprises one or more layers of material to define the holder 
while the liner comprises an absorbent composite Such as a 
topsheet, a backSheet, and an absorbent core.) For unitary 
absorbent articles, the containment assembly 22 comprises 
the main structure of the diaper with other features added to 
form the composite diaper Structure. Thus, the containment 
assembly 22 for the diaper 20 generally comprises the 
topsheet 24, the backsheet 26, and the absorbent core 28. 
0031. In a preferred embodiment of the present invention, 
the containment assembly 22 comprises a topSheet 24 and a 
backsheet 26 which have length and width dimensions 
generally larger than those of the absorbent core 28. The 
topsheet 24 and the backsheet 26 extend beyond the edges 
of the absorbent core 28 to thereby form the periphery of the 



US 2002/0188268 A1 

diaper 20. While the topsheet 24, the backsheet 26, and the 
absorbent core 28 may be assembled in a variety of well 
known configurations, exemplary containment assembly 
configurations are described generally in U.S. Pat. No. 
3,860,003 entitled “Contractible Side Portions for Dispos 
able Diaper” which issued to Kenneth B. Buell on Jan. 14, 
1975; and U.S. Pat. No. 5,151,092 entitled “Absorbent 
Article With Dynamic Elastic Waist Feature Having A 
Predisposed Resilient Flexural Hinge” which issued to Ken 
neth B. Buell et al., on Sep. 29, 1992; each of which is 
incorporated herein by reference. 
0032) The absorbent core 28 may be any absorbent 
member which is generally compressible, conformable, non 
irritating to the wearer's skin, and capable of absorbing and 
retaining liquids Such as urine and other certain body 
exudates. As shown in FIG. 1, the absorbent core 28 has a 
garment-facing Side 54, a body-facing Side 56, a pair of Side 
edges designated 58, and a pair of waist edges designated 60. 
One embodiment of the diaper 20 has an asymmetric, 
modified T-shaped absorbent core 28 having ears in the front 
waist region 46 but a generally rectangular shape in the rear 
waist region 44. However, the absorbent core 28 may be 
manufactured in a wide variety of sizes and shapes (e.g., 
rectangular, hourglass, asymmetric, etc.) and from a wide 
variety of liquid-absorbent materials commonly used in 
disposable diapers and other absorbent articles Such as 
comminuted wood pulp which is generally referred to as 
airfelt. Examples of other suitable absorbent materials 
include creped cellulose Wadding, meltblown polymers 
including coform; chemically Stiffened, modified or croSS 
linked cellulosic fibers, tissue including tissue wraps and 
tissue laminates, absorbent foams; absorbent Sponges, 
Superabsorbent polymers; absorbent gelling materials, or 
any equivalent material or combinations of materials. 
0033. The configuration and construction of the absor 
bent core 28 may vary (e.g., the absorbent core may have 
varying caliper Zones, a hydrophilic gradient, a Superabsor 
bent gradient, or lower average density and lower average 
basis weight acquisition Zones, or may comprise one or 
more layers or structures). Further, the size and absorbent 
capacity of the absorbent core 28 may also be varied to 
accommodate wearers ranging from infants through adults. 
However, the total absorbent capacity of the absorbent core 
28 should be compatible with the design loading and the 
intended use of the diaper 20. Exemplary absorbent struc 
tures for use as the absorbent core 28 of the present 
invention that have achieved wide acceptance and commer 
cial Success are described in U.S. Pat. No. 4,610,678 entitled 
“High-Density Absorbent Structures” issued to Weisman et 
al. on Sep. 9, 1986; U.S. Pat. No. 4,673,402 entitled “Absor 
bent Articles With Dual-Layered Cores” issued to Weisman 
et al. on Jun. 16, 1987; U.S. Pat. No. 4,888,231 entitled 
“Absorbent Core Having A Dusting Layer issued to Ang 
stadt on Dec. 19, 1989; and U.S. Pat. No. 4,834,735, entitled 
“High Density Absorbent Members Having Lower Density 
and Lower Basis Weight Acquisition Zones', issued to 
Alemany et al. on May 30, 1989. The absorbent core may 
further comprise the dual core System containing an acqui 
sition/distribution core of chemically stiffened fibers posi 
tioned over an absorbent Storage core as detailed in U.S. Pat. 
No. 5,234,423, entitled “Absorbent Article With Elastic 
Waist Feature and Enhanced Absorbency’ issued to Ale 
many et al., on Aug. 10, 1993; and in U.S. Pat. No. 
5,147,345, entitled “High Efficiency Absorbent Articles For 
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Incontinence Management' issued to Young, et al., on Sep. 
15, 1992. All of these patents are incorporated herein by 
reference. 

0034. The backsheet 26 is positioned adjacent the gar 
ment-facing surface 54 of the absorbent core 28 and is 
preferably joined thereto by attachment means Such as those 
well known in the art. For example, the backsheet 26 may be 
secured to the absorbent core 28 by a uniform continuous 
layer of adhesive, a patterned layer of adhesive, or an array 
of Separate lines, Spirals, or spots of adhesive. Adhesives 
which have been found to be Satisfactory are manufactured 
by H. B. Fuller Company of St. Paul, Minn., marketed as 
HL-1258, and Findley Adhesives Corporation of Wauwa 
tosa, Wis., marketed as Findley 2031. An example of a 
Suitable attachment means comprising an open pattern net 
work of filaments of adhesive is disclosed in U.S. Pat. No. 
4,573,986 entitled “Disposable Waste-Containment Gar 
ment', which issued to Minetola et al. on Mar. 4, 1986. 
Another Suitable attachment means comprising Several lines 
of adhesive filaments Swirled into a spiral pattern is illus 
trated by the apparatus and methods shown in U.S. Pat. No. 
3,911,173 issued to Sprague, Jr. on Oct. 7, 1975; U.S. Pat. 
No. 4,785,996 issued to Ziecker, et al. on Nov. 22, 1978; and 
U.S. Pat. No. 4,842,666 issued to Werenicz on Jun. 27, 1989. 
Each of these patents are incorporated herein by reference. 
Alternatively, the attachment means may comprise heat 
bonds, pressure bonds, ultraSonic bonds, dynamic mechani 
cal bonds, or any other Suitable attachment means or com 
binations of these attachment means as are known in the art. 
Embodiments of the present invention are also contemplated 
wherein the absorbent core is not joined to the backsheet 26, 
the topsheet 24, or both in order to provide greater exten 
sibility throughout the diaper 20. 
0035. The backsheet 26 is preferably impervious to liq 
uids (e.g., urine) and is preferably manufactured from a thin 
plastic film, although other flexible liquid impervious mate 
rials may also be used. As used herein, the term “flexible” 
refers to materials which are compliant and will readily 
conform to the general shape and contours of the human 
body. The backsheet 26 prevents the exudates absorbed and 
contained in the absorbent core 28 from wetting articles 
which contact the diaper 20 such as bedsheets and under 
garments. However, the backsheet 26 is preferably breath 
able So as to permit vapors to escape from the absorbent core 
28 while Still preventing exudates from passing through the 
backsheet 26. Thus, the backsheet 26 preferably comprises 
a woven or nonwoven material, polymeric films Such as 
thermoplastic films of polyethylene or polypropylene, or 
composite materials Such as a film-coated nonwoven mate 
rial. A Suitable backSheet 26 is a thermoplastic film having 
a thickness of from about 0.012 mm (0.5 mil) to about 0.051 
mm (2.0 mils) joined with a nonwoven covering comprising 
natural or synthetic fibers. If the backsheet 26 is a film, it is 
preferably embossed and/or matte finished to provide a more 
clothlike appearance. 
0036). In preferred embodiments of the present invention, 
at least a portion of the backSheet 26 is Subjected to 
mechanical Stretching in order to provide both a “Zero 
strain” stretch laminate that forms the portion of the back 
sheet 26 coinciding with the waist feature 34. The backsheet 
26 can be prestrained by directing the backSheet through an 
incremental mechanical Stretching System similar to the 
operation described with respect to the formation of the 
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"Zero Strain' Stretch laminate backSheet and elasticized ear 
panels in U.S. Pat. No. 5,151,092 entitled “Absorbent 
Article With Dynamic Elastic Waist Feature Having A 
Predisposed Resilient Flexural Hinge', issued to Buellet al., 
on Sep. 29, 1992. Accordingly, the backsheet is preferably 
elongatable, more preferably drawable, but not necessarily 
elastomeric, So that the backSheet 26 will, upon mechanical 
Stretching, be at least to a degree permanently elongated 
such that it will not fully return to its original undistorted 
configuration. In preferred embodiments, the backSheet 26 
can be Subjected to mechanical Stretching without undue 
rupturing or tearing. Thus, it is preferred that the backSheet 
26 have an ultimate elongation to break of at least 200% to 
about 700% in the cross-machine direction as measured 
using a method consistent with ASTM (American Society of 
Testing Materials) D-638. Films suitable for use as the 
backSheet 26 generally contain a high content of linear low 
density polyethylene. The Clopay Corporation of Cincin 
nati, Ohio, manufactures a Suitable backSheet under the 
designation 1401. Other suitable materials for the backsheet 
26 include RR8220 blown films and RR5475 cast films as 
manufactured by Tredegar Industries, Inc. of Terre Haute, 
Ind. 

0037 Alternatively, the backsheet 26, or any portion 
thereof, may comprise a structural elastic-like film (SELF) 
web. A structural elastic-like film web is an extensible 
material that exhibits an elastic-like behavior in the direction 
of elongation without the use of added elastic materials. The 
SELF web includes a strainable network having at least two 
contiguous, distinct, and dissimilar regions. One of the 
regions is configured So that it will exhibit resistive forces in 
response to an applied axial elongation in a direction parallel 
to the predetermined axis before a Substantial portion of the 
other region develops significant resistive forces to the 
applied elongation. At least one of the regions has a Surface 
pathlength which is greater than that of the other region as 
measured Substantially parallel to the predetermined axis 
while the material is in an untensioned condition. The region 
exhibiting the longer Surface-pathlength includes one or 
more deformations which extend beyond the plane of the 
other region. The SELF web exhibits at least two signifi 
cantly different Stages of controlled resistive force to elon 
gation along at least one predetermined axis when Subjected 
to an applied elongation in a direction parallel to the 
predetermined axis. The SELF web exhibits first resistive 
forces to the applied elongation until the elongation of the 
web is Sufficient to cause a Substantial portion of the region 
having the longer Surface-pathlength to enter the plane of 
applied elongation, whereupon the SELF web exhibits sec 
ond resistive forces to further elongation. The total resistive 
forces to elongation are higher than the first resistive forces 
to elongation provided by the first region. 
0.038. The strainable web material is preferably com 
prised Substantially of linear low density polyethylene 
(LLDPE). The strainable web material may also be com 
prised of other polyolefins Such as polyethylenes, including 
low density polyethylene (LDPE), ultra low density poly 
ethylene (ULDPE), high density polyethylene (HDPE), or 
polypropylene and blends thereof with the above and other 
materials. Examples of other Suitable polymeric materials 
which may also be used include, but are not limited to 
polyester, polyurethanes, compostable or biodegradable 
polymers, heat shrink polymers, thermoplastic elastomers, 
and breathable polymeric structures. SELF webs suitable for 
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the present invention are more completely described in the 
copending, commonly assigned European Patent Applica 
tion WO9503765 entitled “Web materials Exhibiting Elas 
tic-Like Behavior”, published Feb. 9, 1995 in the names of 
Chappel et al., which is incorporated herein by reference. 
0039. The size of the backsheet 26 is dictated by the size 
of the absorbent core 28 and the exact diaper design 
Selected. In one embodiment, the backSheet 26 has a modi 
fied hourglass shape extending beyond the absorbent core a 
minimum distance of about 1 cm to about 5 cm (about 0.5 
inch to about 2 inch) around the entire diaper periphery. 
0040. The topsheet 24 is positioned adjacent the body 
facing Surface 56 of the absorbent core 28 and is preferably 
joined thereto and to the backSheet 26 by attachment means 
Such as those well known in the art. Suitable attachment 
means are described with respect to joining the backSheet 26 
to the absorbent core 28. In a preferred embodiment of the 
present invention, the topsheet 24 and the backSheet 26 are 
joined directly to each other in the diaper periphery. The 
topsheet 24 is preferably compliant, Soft feeling, and non 
irritating to the wearer's skin. Further, the topsheet 24 is 
preferably liquid pervious permitting liquids (e.g., urine) to 
readily penetrate through its thickness. A Suitable topsheet 
24 may be manufactured from a wide range of materials, 
Such as porous foams, reticulated foams; apertured plastic 
films, or woven or nonwoven webs of natural fibers (e.g., 
wood or cotton fibers), Synthetic fibers (e.g., polyester or 
polypropylene fibers), or a combination of natural and 
synthetic fibers. The topsheet 24 is preferably made of a 
hydrophobic material to isolate the wearer's skin from 
liquids which have passed through the topsheet 24 and are 
contained in the absorbent core 28 (i.e. to prevent rewet). If 
the topsheet 24 is made of a hydrophobic material, at least 
the upper surface of the topsheet 24 is treated to be hydro 
philic So that liquids will transfer through the topsheet more 
rapidly. This diminishes the likelihood that body exudates 
will flow off the topsheet 24 rather than being drawn through 
the topsheet 24 and being absorbed by the absorbent core 28. 
The topsheet 24 can be rendered hydrophilic by treating it 
with a Surfactant. Suitable methods for treating the topsheet 
24 with a Surfactant include spraying the topsheet 24 mate 
rial with the Surfactant and immersing the material into the 
Surfactant. A more detailed discussion of Such a treatment 
and hydrophilicity is contained in U.S. Pat. No. 4,988,344 
entitled “Absorbent Articles with Multiple Layer Absorbent 
Layers' issued to Reising, et all on Jan. 29, 1991 and U.S. 
Pat. No. 4,988,345 entitled “Absorbent Articles with Rapid 
Acquiring Absorbent Cores' issued to Reising on Jan. 29, 
1991, each of which is incorporated by reference herein. 
0041. In a preferred embodiment of the present invention, 
at least a portion of the topsheet 24 is Subjected to mechani 
cal Stretching in order to provide a “Zero Strain' Stretch 
laminate that forms the waist features 34. The topsheet 24 
can be prestrained by any methods as are known in the art 
including, but not limited to, the methods described herein 
with respect to the formation of the “Zero strain” stretch 
backSheet. Thus, the topsheet 24 is preferably elongatable, 
more preferably drawable, but not necessarily elastomeric, 
So that the topsheet 24 will, upon mechanical Stretching, be 
at least to a degree permanently elongated Such that it will 
not fully return to its original configuration. In preferred 
embodiments, the topsheet 24 can be Subjected to mechani 
cal Stretching without undue rupture or tearing. Thus, it is 
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preferred that the topsheet 24 have a low croSS-machine 
direction (lateral direction) yield strength. 
0042. There are a number of manufacturing techniques 
which may be used to manufacture the topsheet 24. For 
example, the topsheet 24 may be a nonwoven web of fibers. 
When the topsheet 24 comprises a nonwoven web, the web 
may be Spunbonded, carded, wet-laid, melt-blown, hydroen 
tangled, combinations of the above, or the like. A Suitable 
topsheet 24 is carded and thermally bonded by means well 
known to those skilled in the art. A Satisfactory topsheet 24 
comprises Staple length polypropylene fibers having a denier 
of about 2.2. As used herein, the term “staple length fibers' 
refers to those fibers having a length of at least about 15.9 
mm (0.625 inches). Preferably, the topsheet 24 has a basis 
weight from about 14 to about 25 grams per Square meter. 
A Suitable topsheet is manufactured by Veratec, Inc., a 
Division of International Paper Company, of Walpole, Mass. 
under the designation P-8. 
0043. The diaper 20 preferably further comprises elasti 
cized leg cuffs 32 for providing improved containment of 
liquids and other body exudates. Each elasticized legcuff 32 
may comprise Several different embodiments for reducing 
the leakage of body exudates in the leg regions. (The legcuff 
can be and is Sometimes also referred to as leg bands, Side 
flaps, barrier cuffs, or elastic cuffs.) U.S. Pat. No. 3,860.003 
describes a disposable diaper which provides a contractible 
leg opening having a Side flap and one or more elastic 
members to provide an elasticized legcuff (gasketing cuff). 
U.S. Pat. No. 4,909,803 entitled “Disposable Absorbent 
Article Having Elasticized Flaps” issued to Aziz et al. on 
Mar. 20, 1990, describes a disposable diaper having “stand 
up' elasticized flaps (barrier cuffs) to improve the contain 
ment of the leg regions. U.S. Pat. No. 4,695.278 entitled 
“Absorbent Article Having Dual Cuffs’’ issued to Lawson on 
Sep. 22, 1987, describes a disposable diaper having dual 
cuffs including a gasketing cuff and a barrier cuff. U.S. Pat. 
No. 4,704,115 entitled “Disposable Waste Containment Gar 
ment” issued to Buell on Nov. 3, 1987, discloses a dispos 
able diaper or incontinence garment having Side-edge-leak 
age-guard gutters configured to contain free liquids within 
the garment. Each of these patents are incorporated herein 
by reference. While each elasticized leg cuff 32 may be 
configured So as to be similar to any of the leg bands, Side 
flaps, barrier cuffs, or elastic cuffs described above, each 
elasticized legcuff 32 preferably comprises a gasketing cuff 
as described in the above-referenced U.S. Pat. No. 3,860.003 
and a barrier cuff as described in the above-referenced U.S. 
Pat. No. 4909,803. 

0044) The diaper 20 may also comprise front ear flaps 38 
that extend laterally outwardly from each longitudinal edge 
50 of the containment assembly 22 in the front waist region 
46. The front ear flaps 38 provide a structure that the user 
may hold while fastening the diaper 20 about the wearer in 
a conventional diaper configuration. The front ear flaps 38 
may take on a number of different sizes, shapes, configura 
tions, and materials. The front ear flaps 38 may comprise a 
portion of the material making up one or more of the diaper 
elements, including the topsheet 24, and the backSheet 26. 
Alternatively, the front ear flaps 38 may comprise a Separate 
element or a plurality of elements affixed to the diaper. 
Further, the front ear flaps 38 may comprise extensible or 
non-extensible material. Suitable materials for use in the 
front ear flaps 38 include woven webs; nonwoven webs; 
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films, including polymeric films; foams, laminate materials 
including film laminates, nonwoven laminates, or Zero Strain 
laminates; formed films, elastomers, composites, Structural 
elastic like-film (SELF) webs or any combination of mate 
rials hereinafter described or as described with respect to the 
extensible ear panels 62 and 64 as are known in the art. The 
front ear flaps 38 may be joined to the containment assembly 
22 by any means as known in the art; for example the front 
ear flaps 38 may be continuously or intermittently bonded to 
the containment assembly 22 using adhesive, heat bonding, 
preSSure bonding, ultrasonic bonding, dynamic mechanical 
bonding or any other method that is known in the art. 
0045. In one preferred embodiment, the front ear flaps 38 
are folded as shown in FIG. 4. The folded front ear flaps 38 
may be preferred by Some users when the diaper is used in 
its pull-on capacity. With the front ear flaps 38 in their folded 
configuration, it is less likely that they will interfere with the 
stretch of the ear panels 62 and 64 as the diaper 20 is pulled 
on or off. The front ear flaps 38 may be releasably bonded 
in their folded configuration Such that they can be extended 
to their open configuration if desired. (AS used herein, the 
term “open configuration” refers to the front ear flaps 38, 
when they are partially or fully extended from their folded 
configuration to extend laterally outwardly from the con 
tainment assembly 22.) The releasable bonds may comprise 
any bonding means as is known in the art, including, but not 
limited to, those bonding means described above with regard 
to the front ear flaps 38, as well as friction, static or any other 
bonding means or combination of bonding means. 
0046) The diaper 20 preferably further comprises a waist 
feature 34 that helps provide improved fit and containment. 
The waist feature 34 may be elastically extensible or inelas 
tic. In preferred embodiments, the waist feature 34 has at 
least Some ability to expand and contract in conjunction with 
wearer's motions. The waist feature 34 preferably extends 
longitudinally outwardly from at least one of the waist edges 
60 of the absorbent core 28 and generally forms at least a 
portion of the end edge 52 of the diaper 20. Disposable 
diaperS are generally constructed So as to have two waist 
features, one positioned in the rear waist region 44 and one 
positioned in the front waist region 46, although diapers can 
be constructed with a single waist feature. Further, while the 
waist feature 34 or any of its constituent elements can 
comprise a separate element affixed to the diaper 20, the 
waist feature 34 may be constructed as an extension of other 
elements of the diaper such as the backsheet 26 or the 
topsheet 24, preferably both the backsheet 26 and the 
topsheet 24. 
0047 The waist feature 34 may comprise any material 
Suitable for application in a garment to be fitted to a wearer. 
If the waist feature 34 is to be elastic, any suitable stretch 
able or elastomeric materials may be used. (AS used herein, 
the term “stretchable” refers to materials that are extensible 
when forces are applied to the material, and offer Some 
resistance to extension. The terms "elastomeric' or "elasti 
cally extensible” refer to materials that extend in at least one 
direction when a force is applied to the material, and return 
to approximately their original dimensions after the force is 
released.) Suitable elastomeric materials for use as the waist 
feature 34 are described hereinbelow with respect to the 
extensible ear panels 62 and 64. 
0048. The waist feature 34 may be constructed in a 
number of different configurations including those described 
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in U.S. Pat. No. 4,515,595 entitled “Disposable Diapers with 
Elastically Contractible Waistbands” issued to Kievit et al. 
on May 7, 1985 and the above referenced U.S. Pat. No. 
5,151,092 issued to Buell; each of these references being 
incorporated herein by reference. Further, the waist feature 
34 may comprise “pleats” that may be activated by the 
diaperer to provide additional extension in the waist regions. 
(AS used herein, the term "pleats” refers to regions of 
material that have been folded back upon themselves such 
that when an activation force is applied the material 
unfolds.) 
0049. The diaper 20 additionally comprises a pair of flaps 
disposed in at least a portion of the rear waist region 44 Such 
as first ear panel 62 and Second ear panel 64, as shown in 
FIG.1. The ear panels 62 and 64 preferably encircle part of 
the waist of the wearer when the diaper 20 is fitted to the 
wearer. When the diaper is fitted to the wearer in the 
conventional configuration, the ear panels 62 and 64 extend 
from the rear waist region 44 of the diaper 20 around the 
wearer's hips to the front waist region 46 of the diaper 20 
where the ear panels 62 and 64 are fastened forming the 
diaper's waist closure. When the diaper 20 is used as a 
pull-on, the ear panels 62 and 64 are fastened as described 
above to form a pant-like article, as shown in FIG. 3. To fit 
the pull-on onto the wearer, the wearer's legs are passed 
through the leg openings and the article is pulled up into 
position Such that the waist feature(s) 34 and the ear panels 
62 and 64 fit snugly about the hips and waist of the wearer. 
0050 Each ear panel is preferably disposed adjacent one 
of the longitudinal edges 50 of the containment assembly 22, 
preferably in at least a portion of the rear waist region 44. 
While it is not necessary that the pair of ear panels be 
identical, as shown in FIG. 1, they are preferably mirror 
images of one another. The ear panel(s) 62 and 64 may 
comprise portions of other elements of the absorbent article 
or may be separate elements joined with the containment 
assembly 22. Each of the ear panels 62 and 64 have a 
proximal edge, a distal edge, an inner Surface, and an outer 
Surface. For example, the first ear panel 62 has a proximal 
edge 66 disposed adjacent one of the longitudinal edges 50 
of the containment assembly 22 in the rear waist region 44 
of the diaper 20 and a distal edge 68 spaced laterally 
outwardly from the proximal edge 66. The inner Surface of 
each ear panel 62 and 64 is designated 67 and the outer 
surface of each ear panel is designated 69. As shown in FIG. 
1, the outer surface 69 of each ear panel is that surface which 
faces away from the wearer when the diaper is being worn 
and generally corresponds to the garment facing Surface 40 
of the containment assembly 22. As shown in FIG. 1, the 
inner Surface 67 of each ear panel is that Surface which faces 
the wearer when the diaper 20 is being worn and generally 
corresponds to the body facing Surface 42 of the contain 
ment assembly. 
0051. In a preferred embodiment of the present invention, 
the ear panels 62 and 64 are at least partially elastomeric or 
elastically extensible in the lateral direction to provide the 
necessary Stretch characteristics to work effectively as a 
pull-on article and fit a wide range of user sizes. (The “lateral 
direction' is defined as the direction parallel to the trans 
verse centerline 102 of the diaper.) Elastomeric ear panels 
also provide more effective application of the diaper Since 
even if the diaperer fits the diaper to the wearer asymmetri 
cally, the diaper may Self adjust during wear to attain an 
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improved fit. Further, elastically extensible ear panels pro 
vide improved dynamic fit about the waist of the wearer, 
reducing the possibility of Sagging or gapping, and Sustain 
ing the fit of the diaper throughout the time of wear. 

0052. It has been found that in order for the diaper 20 to 
work effectively as a pull-on or as a conventional diaper 
capable of fitting a wide range of wearers that the ear panels 
62 and 64 in conjunction with the waist feature(s) 34 should 
provide Sustaining forces within a definite range at certain 
waist hoop circumferences. (AS used herein, the term “Sus 
taining forces” refers to the inwardly directed forces that 
hold the diaper against the waist and hips of the wearer So 
as to reduce Sagging or gapping during use. The Sustaining 
force will often be less than the force needed to stretch the 
material to the length in which the Sustaing force is mea 
sured. The term “waist hoop circumference” and “hip hoop 
circumference” refers to the circumference of the waist of 
the diaper when it is fully constructed into a pant-like article, 
either before being pulled onto the wearer or after being 
fitted to the wearer in the conventional configuration.) In 
preferred embodiments, the waist hoop circumference of the 
diaper 20 in a relaxed State (i.e. having no tension applied) 
is Smaller than the waist of the Smallest wearer in the size 
range. Likewise, the waist hoop circumference of the diaper 
20 in a fully stretched condition is preferably larger than the 
circumference of the waist of the largest expected wearer in 
the particular size range. (AS used herein, the term "fully 
stretched” means that the waist hoop of the diaper has been 
Stretched to its elastic limit, at which point any further force 
applied would deform, destroy or otherwise alter the Struc 
ture of at least a portion of the material. Alternatively, the 
term “fully stretched” may refer to the waist of the diaper 
when the Side panels have been Stretched to a degree that any 
further Stretching would be unacceptable for Such a product, 
generally greater than 3500 grams.) This ensures that the 
diaper will properly fit all wearers in any size range and will 
function properly as a pull-on/off article. 

0053 Preferably, the waist hoop circumference of the 
diaper 20 in a relaxed state is between about 280 mm and 
about 360 mm (These numbers generally correspond to 
medium to large babies.). In a fully stretched condition, the 
waist hoop circumference is between about 550 mm and 
about 600 mm. The sustaining force resulting from the waist 
hoop being fully stretched is preferably less than about 2000 
grams. In preferred embodiments, as shown in below, the 
Sustaining force should be greater than about 250 g when the 
waist hoop is stretched to a circumference of between about 
340 mm and about 390 mm. (This range of waist hoop 
circumferences generally represents the waist size of 
medium wearers, about 6 Kg to about 10 Kg.) Further, in 
preferred embodiments, the Sustaining forces should be leSS 
than about 2000 g when the waist hoop is stretched to a 
circumference of between about 510 mm and about 560 mm. 
(This range represents generally the bigger waist circumfer 
ence of medium to large babies.) For adult wearers, the 
Sustaining forces should preferably be between less than 
about 3000 g when the hip hoop circumference is stretched 
to between about 1000 mm and about 1450 mm. 
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0.054 The following chart includes information relating 
to preferred embodiments of the absorbent article of the 
present invention. 

Maximum waist or 
hip circumference of 
absorbent article in 

Minimum Minimum its fully stretched 
waist (on waist state when a force 
babies) or or hip of less than about 

Approx- hip (on Maximum cir- 2000 g is applied 
imate adults) waist or hip cumference (for babies) or 
size or cir- cir- of absorbent less than about 
build of cumference cumference article in its 3000 g is applied 
Weae of wearer of wearer relaxed state (for adults) 

Medium 340-390 510-560 28O-360 550-600 
to Large 
Babies 
Extra- 390-410 600-640 300-380 600-700 
Large 
Babies 
Medium 690-710 940-960 550-600 1OOO-1200 
Adults 
Large 890-910 1190-1240 700-750 1350-1450 
Adults 

0.055 Alternatively, the stretch characteristics of the dia 
pers of the present invention can be defined in terms of the 
amount of extension that the side panels 62 and 64 provide 
while providing certain recovery forces. (AS used herein, the 
term “recovery force” is used to denote the load which can 
be obtained from the recovery or relaxation curve of a 
StreSS/strain graph.) Further, it is preferred that each ear 
panel elastomeric portion also be capable of extending 
between about 150% and about 300% when a force of less 
than about 3000 grams is applied. (The percentages 
described above are calculated by Subtracting the relaxed 
State length from the extended length, dividing that number 
by the relaxed State length and multiplying the result by 
100%.) In preferred embodiments, each ear panel has an 
elastomeric portion having a relaxed State length which is 
defined as the length of the elastomeric portion of the ear 
panel measured along an axis that is generally parallel to the 
direction of forces to be applied to extend the ear panel. 
Once extended, the ear panel elastomeric portion has an 
extended length which is defined as the length of the ear 
panel elastomeric portion measured along an axis that is 
generally parallel to the direction of the forces applied to 
extend the ear panel. When the extension force is released, 
the panels are allowed to recover, or contract. In preferred 
embodiments, each side panel elastomeric portion exhibits a 
recovery force of greater than about 250 grams when each 
panel is extended between about 30% and about 70%. 
0056. The ear panels 62 and 64 may take on a number of 
different sizes, shapes, configurations and materials. The 
exact length, width and thickness of the ear panels 62 and 64 
may vary depending on the intended user. The ear panels 62 
and 64 may comprise a portion of the material making up 
one or more of the diaper elements, including the topsheet 
24, the backsheet 26, or the waist feature 34. Alternatively, 
the ear panels may comprise a separate element or a plurality 
of elements joined to the diaper 20. In one preferred embodi 
ment, the ear panels 62 and 64 comprise multi-directional 
extensible Side panels. Such side panels are described in 
detail in copending U.S. patent application Ser. No. 08/155, 
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048 entitled “Absorbent Article With Multi-Directional 
Extensible Side Panels', filed on Nov. 19, 1993 in the names 
of Miguel Robles et al., which is hereby incorporated by 
reference herein. The ear panels 62 and 64 may also be 
extensions of a belt-like element 77 which includes both ear 
panels 62 and 64. The belt-like element 77 preferably 
extends across the containment assembly 22 of the diaper 20 
and laterally outwardly therefrom to form the ear panels 62 
and 64. The belt-like element 77 may be integral with other 
elements of the diaper or may be a separate element attached 
thereto. If the belt-like element 77 or the ear panels 62 and 
64 are separate elements joined to the diaper 20, they can be 
joined by any by any means as known in the art. Examples 
of Suitable attachment means include adhesive bonding, heat 
bonding, pressure bonding, ultraSonic bonding, dynamic 
mechanical bonding or a combination of any of these means 
or any other means as are known in the art. 
0057. One elastically extensible material that has been 
found to be especially Suitable for use in the ear panels 62 
and 64 is a laminate of at least one coverStock layer joined 
with an elastomeric film. (AS used herein, the term “cover 
Stock” refers to any woven or nonwoven materials.) 
Examples of Suitable coverStock materials are hereinbefore 
discussed with respect to the topsheet 24 and the backSheet 
26. Other Suitable coverstock materials include nonwovens 
Such as Fiberweb E004203 available from Fiberweb North 
America of Simpsonville, S.C., and Veratec 7pt., P-8 and 
P-14 available from Veratec Nonwoven Group of the Inter 
national Paper Company of Walpole, Wash. Examples of 
suitable elastomeric films include Clopay 2870, a styrene 
block copolymer available from the Clopay Corporation of 
Cincinnati, Ohio, and Exxon 550 available from the Exxon 
Chemical Company of Lake Zurich, Ill. Examples of suit 
able Synthetic foams for joining between the coverStock 
layers include: a) crosslinked natural rubber foams prefer 
ably having a caliper of approximately 50 mils and a density 
of approximately 13.3 pounds per cubic foot (0.214 grams 
per cubic cm), Such as is available from Fulflex Inc., of 
Middletown, R.I., or as available from Ludlow Composites 
Corporation of Freemont, Ohio and marketed under the 
tradename Baby Foam; or b) polyurethane foams having a 
caliper of approximately 80 mils and a density of approxi 
mately 2.06 pounds per cubic foot (0.033 grams per cubic 
cm), Such as is available from BridgeStone of Yokohama, 
Japan and marketed under the tradename BridgeStone SG 
Polyurethane Foam. Other suitable materials for use as or in 
the ear panels include structural elastic-like film (SELF) 
webs, as described above, natural rubber, natural rubber 
foams, elastomeric Scrims, woven or nonwoven elastomeric 
WebS, elastomeric composites Such as elastomeric non 
woven laminates, Zero Strain Stretch laminates, prestrained 
stretch laminates or the like. The above referenced U.S. Pat. 
No. 5,151,092 issued to Buell et al., on Sep. 29, 1992, 
describes Suitable Zero Strain Stretch laminates and pre 
Strained Stretch laminates, and is herein incorporated by 
reference. 

0058. In an alternative embodiment, the side panels 62 
and 64 may comprise a laminate including an elastomeric 
Scrim material. In one Such preferred embodiment, the ear 
panels 62 and 64 may comprise a laminate of a Scrim 
laminated between nonwovens, films, Scrims, laminates or 
any combinations thereof. Suitable nonwovens include those 
mentioned above, as well as the carded polypropylene RMS 
66265 available from Veratec Nonwoven Group of the 
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International Paper Company of Walpole, Wash.; and the 
spunbond polyethylene available from Corovin GmbH of 
Germany under the trade name COROLIND. A suitable 
scrim is available from Conwed Plastics under the trade 
name REBOUND ELASTOMERIC NETTING, having 
between 2 and 20 Strands per inch extending in the machine 
direction and the cross-direction. In yet another embodi 
ment, the ear panels 62 and 64 may comprise a laminate 
including a formed film such as X-15301 manufactured by 
Tredegar Film Products, Inc. of Terre Haute, Ind. 
0059) One preferred material for the ear panels has a 
relatively flat stress-strain curve between 50% and 200% 
elongation to Sustain product fit on the baby and make the 
diaper relatively easy to apply. One material that works 
especially well is a laminate made with elastomeric Scrim 
(TN2510) from Conwed Plastics. The laminate typically 
consists of 3-5 layers, including the Scrim. The layers other 
than the Scrim preferably comprise nonwovens, films or 
apertured films. The laminate may be bonded by any means 
known in the art for joining layers of a laminate. Examples 
of Suitable bonding means include, but are not limited to, 
heat, pressure, ultrasound, adhesive, cohesive and coextru 
Sion. In one especially preferred embodiment, the laminate 
comprises differential bond regions which can be achieved 
by varying the amount or intensity of the bonding means 
throughout the laminate. Preferably, the differential bonding 
creates high bond Zones 252 near or at the distal and 
proximal edges 66 and 68 of the ear panels to prevent creep 
and provide strength in those Zones. (AS used herein, the 
term “high bond Zones' refers to those areas of the laminate 
comprising a relatively high frequency of individual bonds, 
a relatively greater bonded area or bonds that are relatively 
Stronger than bonds in other areas of the laminate.) The high 
bond Zones, including distal high bond Zone 253 and proxi 
mal high bond Zone 251 (as shown in FIG. 7), may be 
completely bonded or may comprise a relatively high fre 
quency of bonds or large area of bonding. The high bond 
Zones resist creeping and provide a Stronger foundation for 
any fastening elements that may be joined thereto. The high 
bond Zones also provide a Stronger region for joining the 
Side panels to the containment assembly 22 if the Side panels 
are separate elements. Further, the laminate may comprise 
low bond Zones 254, Such as central low bond Zone 255, as 
shown in FIG. 7, generally disposed between the high bond 
Zones 251 and 253, and generally in the center of the ear 
panels. (As used herein, the term “low bond Zones” refers to 
portions of the laminate comprising a relatively lower fre 
quency of individual bonds, a relatively lesser bonded area 
or bonds that are relatively weaker than bonds in the high 
bond Zones of the laminate.) The low bond Zone(s) 254 may 
provide increased breathability as well as better properties 
for ring rolling the laminate in those Zones. One example of 
an ear panel comprising differential bonding is shown in 
FIG. 7, wherein the individual bond sites are designated 
250. 

0060. The diaper 20 additionally comprises a fastening 
system 200. The fastening system 200 permits the user to 
construct and fit the diaper 20 to the wearer in at least two 
different configurations, a conventional configuration and a 
pull-on configuration (i.e., the diaper is convertible). The 
term “conventional configuration” refers to a diaper that is 
fitted to the wearer by placing the rear waist region 44 of the 
diaper 20 under the back of the wearer, pulling the front 
waist region 46 through the legs of the wearer to the 

Dec. 12, 2002 

wearer's waist and fastening the front waist region 46 to the 
waist region 44 to form Side closures and to complete 
construction of the diaper 20. A “pull-on” diaper refers to a 
diaper that is fitted to the wearer by placing the wearer's legs 
through the leg hole openings and pulling the fully con 
Structed diaper up over the wearer's hips like pants. In either 
case, the diaper 20 can be removed by pulling the diaper 
down in its fully constructed configuration or by opening the 
closures formed by the fastening system 200. 
0061 The fastening system 200 may comprise any 
attachment means known in the art including pressure 
Sensitive adhesives, cohesive materials, mechanical fasten 
erS Such as hook and loop type fasteners, or any combination 
of these or any other attachment means known in the art. 
Exemplary adhesive tape tab fastening Systems are disclosed 
in U.S. Pat. No. 3,848,594 entitled “Tape Fastening System 
for Disposable Diaper' issued to Buell on Nov. 19, 1974; 
and U.S. Pat. No. 4,662,875 entitled “Absorbent Article' 
issued to Hirotsu and Robertson on May 5, 1987. Exemplary 
fastening Systems comprising mechanical fastening compo 
nents are described in U.S. Pat. No. 5,058,247 entitled 
“Mechanical Fastening Prong” issued to Thomas Oct. 22, 
1991; U.S. Pat. No. 4,869,724 entitled “Mechanical Fasten 
ing Systems With Adhesive Tape Disposal Means For Dis 
posal of Absorbent Articles” issued to Scripps on Sep. 26, 
1989; and U.S. Pat. No. 4,846,815 entitled “Disposable 
Diaper Having an Improved Fastening Device' issued to 
Scripps on Jul. 11, 1989. An example of a fastening System 
having combination mechanical/adhesive fastenerS is 
described in U.S. Pat. No. 4,946,527 entitled “Pressure 
Sensitive Adhesive Fastener and Method of Making Same” 
issued to Battrell on Aug. 7, 1990. Each of these patents are 
incorporated herein by reference. 
0062. In a preferred embodiment of the present invention, 
the fastening System 200 comprises hook and loop type 
fasteners. AS used herein, the term “hook and loop type 
fasteners' refers to fastening means comprising a “hook' 
component (hereinafter referred to as an “engaging compo 
nent’) and a complementary loop component (hereinafter 
referred to as a “landing component”). The term “hook” is 
used to designate a material having engaging elements. 
Thus, the hook fastening material may also be referred to as 
a male fastener. It should also be understood that the use of 
the term “hook' should be non-limiting in the sense that the 
engaging elements may comprise any shapes as are known 
in the art So long as they are adapted to engage a comple 
mentary landing component. 

0063. One embodiment of the present invention com 
prises an engaging component 202 including a hook fasten 
ing material preferably having a base 208 and a plurality of 
engaging elements 206 extending from the base 208. The 
hook fastening material is intended to engage fibrous ele 
ments of a loop fastening material So as to provide a Secure 
fastening device. Thus, the hook fastening material may be 
manufactured from a wide range of materials. Further, the 
engaging elements 206 may have any shape Such as hooks, 
“Ts”, “mushrooms” or any other shape as are well known 
in the art. Suitable materials include nylon, polyester, 
polypropylene, or any combination of these materials. 
Examples of preferred hook fastening materials are available 
from ApliX Inc. of Charlotte, N.C. under the trade designa 
tion 960, 957 and 942. Other preferred hook fastening 
materials are available from the Minnesota Mining and 
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Manufacturing Company of St. Paul, Minn. under the trade 
designations CS200, CS300, MC5 and MC6. Yet another 
preferred hook fastening material is described in U.S. Pat. 
No. 5,058,247 entitled “Mechanical Fastening Prong” issued 
to Thomas Oct. 22, 1991, which is incorporated herein by 
reference. 

0064. The engaging components 202 may be joined to the 
absorbent article by any suitable means. They may be 
directly joined with any portion of the ear panels 62 and 64, 
Such as the material comprising the inner Surface of the ear 
panel 67, or the material comprising the outer Surface of the 
panel 69, or mounted on Some intermediate member, Such as 
a tape tab or other tab member. Examples of different 
configuration for mounting the engaging component 202 to 
the ear panels 62 and 64 are shown in FIGS. 8A-D. FIG. 8A 
shows the engaging component 202 joined with a single 
layer of the material comprising the inner Surface of the ear 
panel 67 extending outwardly from the distal edge 68 of the 
ear panel 64. FIG. 8B shows the engaging component 202 
joined with the material comprising the inner Surface of the 
ear panel 67 extending outwardly from the distal edge 68 of 
the ear panel 64 which is folded over to create at least two 
layers. FIG. 8C shows the engaging component 202 joined 
with a separate material 300 joined with the material com 
prising the inner Surface of the ear panel 67 extending 
outwardly from the distal edge 68 of the ear panel 64, 
forming at least two layers. FIG. 8D shows the engaging 
component 202 joined with a single layer of a Separate 
material 300 joined with the material comprising the outer 
Surface of the ear panel 69, the separate material extending 
outwardly from the distal edge 68 of the ear panel 64. The 
tab or separate material 300 may be of any shape or size and 
may comprise any Suitable materials, including Single mate 
rials or laminates. Further, the tab or separate material 300 
may have Stretch properties if desirable. Examples of mate 
rials which could be used as an intermediate tab include 
films, wovens, and nonwovens, and the like, or any combi 
nation thereof. The tab or the separate material 300 may be 
joined to ear panel by any means known in the art, including, 
but not limited to heat, preSSure, ultrasound, adhesive, 
cohesive or any combination of these or other bonding 
CS. 

0065. In any of the above-described configurations, it 
may be desirable to limit the amount of extensibility of the 
material to which the engaging component 202 is joined. 
This is due to the possibility that joining the engaging 
component 202 to an extensible member may result in the 
engaging elements 206 and/or the base 208 being Separated 
when a force is applied, thus reducing their fastening per 
formance. One way to reduce the extensibility of the mate 
rial to which the engaging component 202 is joined is to 
mechanically bond the Substrate Such that it loses most of its 
extension properties and becomes relatively ineXtensible. 
Alternatively, coatings may be applied to the Substrate or 
materials may be chosen which are relatively ineXtensible. 
(AS used herein, the term “ineXtensible' generally refers to 
materials which elongate less than 10% when a force of 
greater than 150 grams/inch is applied and which elongate 
less than 20% when a force of greater than 450 grams/inch 
is applied.) 
0.066 The engaging component 202 may be an integral 
part of the tab or the ear panel, or may be a separate member 
joined with the tab or ear panel. Preferred means for joining 
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the engaging component 202 to either the tab or the ear 
include, but are not limited to adhesives, cohesives, heat, 
preSSure, ultrasound or any combination of these or other 
known bonding means. For example, the hook member may 
be joined to the tab member or the ear panel with an adhesive 
as well as a mechanical bond. Mechanical bonding, or fusion 
of Some form may be used alone, or in combination with 
other bonding means. (The term “mechanical bond” as used 
herein, refers to bonds formed by means of pressure, ultra 
Sound, heat, laser energy or any form of energy input which 
mechanically joins the elements.) In an especially preferred 
embodiment an adhesive bond is used to join the hook 
member to the absorbent article, Supplemented by a 
mechanical bond. 

0067. It has been found that if a mechanical bond is used 
to join the engaging component 202 to an element of the 
absorbent article, alone or in combination with other bond 
ing means, the mechanical bond pattern may affect the 
Strength of the bond between the engaging component 202 
and the element to which it is joined, as well as the fastening 
characteristics of the engaging component 202. Mechanical 
bonding typically damages at least Some of the engaging 
elements 206 of the engaging component 202, causing Some 
change in the fastening performance of the component. 
Thus, it is preferred that a mechanical bond pattern is chosen 
that Securely bonds the engaging component 202 to the 
absorbent article without damaging too many of the engag 
ing elements 206. Suitable results can be achieved by 
mechanically bonding the engaging component at predeter 
mined locations along at least its longitudinal outer edges 
212 in at least its outer region 220. In especially preferred 
embodiments, the bonding pattern includes bonds at or near 
each corner of the engaging component 202, as shown in 
FIGS. 6A and B. The central region 218 of the engaging 
component 202 is preferably generally unaffected by the 
edge mechanical bonds 210. Examples of acceptable and 
preferred bond patterns are shown in FIGS. 6A-C. The 
bonding patterns shown in FIGS. 6A and B are particularly 
effective in Securely joining the engaging component 202 
with the element to which it is being bonded while mini 
mizing the impact of the center mechanical bonds 211 on the 
engaging elements 206, and thus, the engaging component's 
overall fastening performance. This type of bonding and 
fastening performance is important for products Such as the 
diaper 20 of the claimed invention in which the fastening 
elements control the majority of the ear panel when in use. 
The implication of this control of the ear panel is that shear 
and peel forces provided by the movements of the wearer 
tend to Separate the engaging component 202 from the ear 
panel or tab to which it is joined. Such forces may also 
disengage the engaging component 202 from its comple 
mentary landing component 204. 
0068 The advantages of the bonding patterns shown in 
FIGS. 6A and B are thought to be due to the relatively large, 
Strong edge bonds 210 provided in at least a portion of the 
outer region 220 of the engaging component 202 along the 
longitudinal outer edges 212. The patterns shown in FIGS. 
6A and B also leave the majority of the engaging elements 
206 intact in at least the central region 218 of the engaging 
component 202 Such that engaging component's fastening 
performance is not significantly jeopardized. The central 
region 218 of the engaging component 202 comprises that 
area of the engaging component which is Surrounded by the 
outer region 220 including the longitudinal outer edges 212 
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and the lateral outer edges 214 and 216. In preferred 
embodiments, the central region 218 comprises relatively 
Smaller bonds, such as center bonds 211 as shown in FIG. 
6B, or alternatively a smaller number of bonds that are 
similar in size to the edge bonds 210. In fact, it may be 
desirable to chose a bond pattern that does not comprise any 
bonds in the central region 218. In preferred embodiments 
comprising center bonds 211 which are generally Smaller in 
area than the edge bonds 210, the center bonds 211 are 
preferably less than about 66%, and more preferably less 
than about 25% of the size of the edge bonds 210. (As used 
herein, the term “area” refers to the plan view area of each 
individual bond as viewed from above.) The center bonds 
211 may be used to help ensure that the central region 218 
of the engaging component 202 will not be easily unjoined 
from the underlying Structure. 
0069. The edge mechanical bonds 210 of the present 
invention may be of any Suitable size, shape density or 
configuration. However, in preferred embodiments, as 
shown in FIGS. 6A and B, the edge mechanical bonds 210 
are generally elliptical in Shape and are oriented Such that 
their major axis is nonparallel to either the longitudinal outer 
edges 212 or the lateral outer edges 214 and 216 of the 
engaging component 202. It is preferred that the edge 
mechanical bonds 210 are generally similar in shape and 
orientation to one another, creating a bonding pattern that 
extends from one lateral Outer edge to the other, generally 
along each of the longitudinal outer edges 212. (However, 
embodiments are contemplated wherein the edge mechani 
cal bonds 210 extend along only one longitudinal outer edge 
212 of each engaging component 202 or the edge mechani 
cal bonds 210 may not extend along the entire longitudinal 
edge 212. In such embodiments it is preferred that the 
laterally inboard outer region 220 comprises the edge 
mechanical bond(s) 210.) The bonding pattern preferably 
comprises a Series of edge mechanical bonds 210 in a 
generally repetitive pattern. However, it is contemplated that 
the edge mechanical bonds 210 may comprise a Single bond 
that extends generally from one lateral outer edge to the 
other. It is preferred that at least a portion of an edge 
mechanical bond 210 is located at or near each of the corners 
of the engaging component 202. Further, it may be preferred 
that at least a portion of the edge mechanical bond(s) 210 
overlap at least a portion of the Structure generally under 
lying the engaging component 202, as shown in FIG. 6B. 
The pattern of the edge mechanical bonds 210 may be the 
Same along each longitudinal Outer edge 212 and/or lateral 
outer edge 214 or 216, or may be different. 
0070. In preferred embodiments including center 
mechanical bonds 211, it is preferred that the center 
mechanical bonds 211 are relatively Smaller than the edge 
mechanical bonds 210, or are leSS densely concentrated in at 
least the central region 218. The center mechanical bonds 
211 of the present invention may be of any Suitable size, 
shape density or configuration. However, in preferred 
embodiments, as shown in FIG. 6B, the center mechanical 
bonds are generally elliptical in shape. It is preferred that the 
center mechanical bonds 211 are generally similar in shape 
and Size to one another, creating a generally repetitive 
bonding pattern that extends throughout the central region 
218. (Embodiments are contemplated wherein the center 
mechanical bonds 211 extend at least partially into the outer 
region 220.) In preferred embodiments, the center mechani 
cal bonds 211 should occupy less than about 20%, more 
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preferably less than about 10%, and most preferably less 
than about 7% of the area of the central region 220. This will 
assure that the center mechanical bonds 211 do not damage 
too many engaging elements 206, and thus, will not signifi 
cantly reduce the effectiveness of the engaging component 
202 or the overall fastening system 200. 
0071. The percentage of area occupied by the bonds is 
preferably measured by examining a representative Sample 
of the engaging component 202 under a microScope. The 
Sample is viewed under the microScope from directly above 
the side from which the engaging elements 206 extend. The 
plan view area of each of the bonds 210 or 211 is measured. 
The sum of the areas of the bonds 210 or 211 is divided by 
the area of the Sample. The result is expressed as a percent 
age. This is the percentage of area occupied by the bonds 
210 or 211. 

0072 The landing component 204 preferably comprises a 
fastening element engageable with the engaging component 
202. Thus, the landing component 204 may be manufactured 
from a wide range of materials and configurations capable of 
Securely engaging the engaging component 202. For 
example, the landing component 204 may comprise identi 
cal complementary elements or distinct complementary ele 
ments. AS used herein, the term “identical complementary 
elements' is used to define mechanical fastening Systems 
wherein the engaging elements of the engaging component 
202 and the landing component 204 comprise the same 
configuration or Structure. Examples of Such Systems are 
described in Brown et al. U.S. Pat. No. 4,322.875 entitled 
“Two Strip Materials Used For Forming Fasteners' issued 
on Apr. 16, 1982 and Kellenberger et al. U.S. Pat. No. 
4,701,179 entitled “Fixed Position Fasteners For Disposable 
Absorbent Garments’ issued on Oct. 20, 1987. The term 
“distinct complementary elements' is used herein to desig 
nate a System wherein the engaging component 202 is 
different from the landing component 204 but is engageable 
therewith. 

0073. In one preferred embodiment, the landing compo 
nent 204 comprises a plurality of fiber elements, Such as a 
loop fastening material, that engage the engaging elements 
206 of the engaging component 202. The loop fastening 
material may be manufactured from a wide range of mate 
rials to provide fiber elements, preferably loops. Suitable 
materials include woven materials, nonwovens, nylons, 
polyesters, polypropylenes, or any other known loop fasten 
ing materials or combination of these materials. One Suitable 
loop fastening material is a nonwoven available from Min 
nesota Mining and Manufacturing Company, St. Paul, Minn. 
under the trade designation EBL. A preferred loop fastening 
material comprises a number of shaped engaging elements 
projecting from a woven backing Such as the commercially 
available material designated Guilford 18904 available from 
Guilford Mills of Greensboro, N.C. Other suitable landing 
components are available from the Minnesota Mining and 
Manufacturing Company of St. Paul, Minn. under the trade 
designation KLT. An inexpensive loop fastening material 
and a method of making the same is described in U.S. Pat. 
No. 5,032,122, entitled “Loop Fastening Material For Fas 
tening Device and Method of Making Same” issued to Noel 
et al., Jul. 16, 1991, which application is incorporated herein 
by reference. Another Suitable landing component material 
is described in U.S. Pat. No. 5,326,612 entitled “Nonwoven 
Female Component for Refastenable Fastening Device and 
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Method of Making the Same” issued to David J. K. Goulait 
on Jul. 5, 1994, which is hereby incorporated by reference 
herein. Yet other Suitable landing components are described 
in co-pending U.S. patent application Ser. No. 08/254,814 
entitled “Nonwoven Female Component For Refastenable 
Fastening Device and Method of Making the Same” filed 
Jun. 6, 1994 in the names of Patrick Jay Allen et al.; U.S. 
patent Ser. No. 08/287,571 entitled “Nonwoven Female 
Component For Refastenable Fastening Device' filed Aug. 
9, 1994 in the names of Willie F. King et al.; and U.S. patent 
Ser. No. 08/374,269 entitled “Female Component For Refas 
tenable Fastening Device' filed Jan. 18, 1995 in the names 
of Carl L. Bergman et al. 
0.074 The landing component 204 may be joined with the 
diaper 20 by any means known in the art, including but not 
limited to adhesives, cohesives, heat, preSSure, ultrasound, 
or any combination thereof. Further, the Specific bonding 
patterns described above with regard to the engaging com 
ponents 202 may be used to join the landing component(s) 
204 to the diaper 20. Preferably, the landing component(s) 
204 is joined with the diaper 20 by means of an adhesive 
bond which may cover any portion of its backing. 
0075) The elements of the fastening system 200 may be 
disposed on either the garment facing Surface 40 or the body 
facing surface 42 of the diaper 20. In a preferred embodi 
ment, however, the fastening elements are disposed on the 
diaper 20 such that the fasteners do not irritate the wearer's 
skin. In addition, the fastening elements, including the 
engaging components 202 and the landing component(s) 
204 may either be discrete separate elements affixed to the 
diaper 20 or unitary elements which are neither divided nor 
discontinuous with another element of the diaper 20, Such as 
the topsheet 24 or the backsheet 26. It should be noted that 
the engaging components 202 and the landing component(s) 
204 may be of any shape and size. Further, embodiments are 
contemplated wherein the engaging components 202, the 
landing components 204, or both are not continuous, but 
rather include a number of individual members that provide 
the requisite fastening characteristics and to allow for the 
best fit for a broad range of wearers. 
0.076. In many embodiments of the present invention, 
most of the waist hoop StreSS is transmitted through the 
fastening system 200. (As used herein, the term “waist hoop 
Stress' refers to the forces that are created in throughout the 
waist regions 44 and 46 of the diaper 20 when the diaper is 
worn, including the time when the diaper is being fitted to 
the wearer or being removed.) However, traditional tape tabs 
and mechanical fasteners are generally insufficient to control 
the ear panels or unable to withstand the waist hoop StreSS 
forces associated with a diaper that is designed to be capable 
of being pulled on or off, even with Supplemental fastening 
elements. Traditional tape and mechanical fastening Systems 
generally comprise discrete tabs located and oriented to 
direct only certain waist hoop StreSS forces to specific 
predetermined regions. Thus, it is generally preferred that 
the engaging components 202 comprised in the fastening 
system 200 of the present invention control a large portion 
of each ear panel 62 or 64 adjacent the distal edges 68. This 
relatively large area of control provided by the engaging 
components 202 (nonlimiting examples of which are shown 
in FIGS. 1-3) should withstand the waist hoop stress forces 
normally associated with a diaper that is being worn, or one 
that is being fitted to the wearer or being removed. Ranges 
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of forces that would be considered to be normally associated 
with the use of the diaper of the present invention are 
hereinbefore described with regard to the different waist 
hoop circumferences. 
0077. In preferred embodiments of the present invention, 
the longitudinal edges 212 of the engaging components 202 
may be generally parallel with the longitudinal centerline 
100 of the absorbent article, as shown in FIG. 2, or may be 
at an angle to the longitudinal centerline 100, as shown in 
FIGS. 1 and 3. Providing the engaging components 202 at 
an angle to the longitudinal centerline 100 of the absorbent 
article has at least two benefits. (An alternative to angling 
the engaging components 202 is to fasten the engaging 
components 202 to their corresponding landing components 
204 at an angle.) When the engaging components 202 are 
angled, as shown in FIGS. 1 and 3, at least a portion of the 
longitudinal outboardmost end 214 is laterally inboard of the 
longitudinal inboardmost end 216. The line parallel to the 
laterally inboardmost longitudinal edge 212 is hereinafter 
referred to as the “closure member major axis A. In this 
configuration, the engaging components 202 are located 
Such that skin marking on the upper thigh is generally 
avoided, despite the motions of the wearer. Further, keeping 
the longitudinal outboardmost ends 214 Separated laterally 
helps keep the chassis 22 to maintain proper fit during use. 
Also, with this approach, the entire fastener can fit into and 
not Straddle the wearer's leg crease, as angled tapes do 
which riskS Skin marking. 
0078. Alternatively, as shown in FIGS. 9A-D, the first 
and Second closure members, 30 and 31, may each comprise 
more than one engaging component. Further, the engaging 
components 202 may be similar or different in size and/or 
shape. In preferred embodiments, the multiple engaging 
components should be arranged to gain the benefits 
described above with regard to the Single angled engaging 
components 202. Thus, the “closure member major axis A 
in multi-component embodiments is drawn between the 
laterally inboardmost points of each engaging component 
202. The closure member major axis. A will be nonparallel to 
the longitudinal centerline 100 of the absorbent article. In 
preferred embodiments, the closure member major axis A 
will converge toward the longitudinal centerline 100 as it 
moves away from the lateral centerline 102 of the absorbent 
article toward the end edge 52 in the rear waist region 44 
(when in a flat out configuration). In yet another embodi 
ment, as shown in FIG. 9D, the engaging component 202 
may be a single member with curved or nonuniform longi 
tudinal outer edges 212. In Such embodiments, it is preferred 
that the closure member major axis Abe drawn between the 
two laterally inboard most points of the laterally inboard 
most longitudinal Outer edge 212. Preferably, as described 
above, the closure member major axis. A will converge 
toward the longitudinal centerline as it moves away from the 
lateral centerline 102 of the absorbent article toward the end 
edge 52 in the rear waist region 44 (when in a flat out 
configuration). 
0079. As shown in FIG. 2, the fastening system 200 of 
the present invention preferably comprises a first ear panel 
closure member 30, a second ear panel closure member 31, 
and a pair of third closure members 33. The first ear panel 
closure member 30 preferably comprises an engaging com 
ponent 202 and is preferably disposed adjacent the first ear 
panel's distal edge 68 on the inner Surface 67. The first ear 



US 2002/0188268 A1 

panel closure member 30 may either be a discrete Separate 
element affixed to the diaper 20 or a unitary piece of material 
that is neither divided nor discontinuous with an element of 
the diaper 20. When the diaper 20 is constructed, the second 
ear panel closure member 31 engages one of the third 
closure members 33 to fasten the rear waist region 44 to the 
front waist region 46. 
0080. The second ear panel closure member 31 prefer 
ably comprises an engaging component 202 and is prefer 
ably disposed adjacent the Second ear panel's distal edge 68, 
on the inner Surface 67. The Second ear panel closure 
member 31 may either be a discrete separate element affixed 
to the diaper 20 or a unitary piece of material that is neither 
divided nor discontinuous with an element of the diaper 20 
such as the topsheet 24. When the diaper 20 is constructed, 
the Second ear panel closure member 31 engages one of the 
third closure members 33 to fasten the rear waist region 44 
to the front waist region 46. (It should be noted that either 
or both of the ear panel closure members 30 or 31 may be 
disposed on the outer Surface 69 of the ear panels So long as 
at least a portion of the fastening Surface of the closure 
member faces the same direction as the inner Surface 67 of 
the ear panel(s) 62 or 64. AS used herein, the term “fastening 
Surface” refers to the Surface of a fastening element that is 
engageable with the fastening Surface of another fastening 
element or any other Surface of any element of the diaper.) 
0081. The third closure member 33 preferably comprises 
at least one landing component 204 disposed in the front 
waist region 46. The third closure member 33 is preferably 
a separate element disposed on the garment facing Surface 
40 of the diaper 20 such that the fastening surface faces the 
wearer. However, embodiments are contemplated wherein 
the third closure member 33 is unitary with elements making 
up the front waist region 46 or other elements of the diaper 
20, such as the topsheet 24. In one preferred embodiment, 
the third closure member 33 comprises at least two Separate 
discrete patches or areas in the first waist region 46. 
Examples of preferred configurations of the present inven 
tion comprising two landing components 204 are shown in 
FIGS. 2 and 3. Such configurations can help to ensure a 
proper waist circumference and proper tensioning for the 
diaper to perform as either a conventional diaper or a 
pull-on. Another means for assuring proper tensioning and 
fit can be provided by the use of a single third closure 
member 33 with indicia indicating the proper positioning of 
each of the ear panel closure members 30 and 31 thereon. 
(Discrete individual landing components 204, as shown in 
FIGS. 2 and 3, may also be provided with indicia thereon.) 
0082) The third closure member(s) 33 may take on any 
Suitable shape or size. In one preferred embodiment, as 
shown in FIG. 3, the third closure 33 member comprises two 
distinct landing components which are generally in the 
shape of parallelograms. In Such embodiments, it may be 
desirable for the landing components 204 comprised in the 
third closure member 33 to be configured such that their 
major axis is at an angle to both the longitudinal centerline 
100 and the lateral centerline 102 of the absorbent article. It 
is preferred that the major axis of the landing components 
204 be angled laterally outwardly as it extends away from 
the lateral centerline 102 towards the end edge 52 in the 
front waist region 46. It is also preferred that the landing 
components 204 of the third closure member 33 be config 
ured So as to correspond to the angle of the first and Second 
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closure members 30 and 31 when the diaper is fastened 
about the wearer. This ensures that a sufficient portion of 
each closure member engages with each corresponding 
landing component. (Embodiments are contemplated, how 
ever, wherein the first and second closure members 30 and 
31 are not necessarily configured Such that they correspond 
to the angle of the landing component(s) 204. In Such cases, 
the diaperer is left with the flexibility to fasten the fastening 
System 200 Such that the engaging components 202 com 
pletely overlap the landing component(s) 204 or not.) 
0083. The present invention also preferably comprises a 
reinforcing member 75. The reinforcing member 75 is 
preferably disposed in the first waist region 46 for the 
purpose of adding Strength to the diaper 20 in the first waist 
region 46. In a preferred embodiment, as shown in FIG. 1, 
the reinforcing member 75 is preferably disposed at least 
partially coincident with the third closure member(s)33. (As 
used herein, the term “coincident” refers to elements of the 
diaper that in Some way touch or overlap. It should be noted, 
however that the term is not limited to those elements that 
are in direct contact with one another. Thus, embodiments 
are contemplated wherein the coincident elements are Sepa 
rated by one or more layers between the elements.) The 
reinforcing member 75 may help prevent the backsheet 26 of 
the diaper from tearing or deforming when the elements of 
the fastening System 200 are disengaged. (AS used herein, 
the term “disengaged” refers to the fastening system 200 
elements when they are not in contact with each other.) 
Accordingly, the reinforcing member 75 may help to ensure 
that the fastening system 200 maintains its ability to be 
refastened or used more than once, and preferably many 
times. The reinforcing member 75 may also act to help 
prevent the first waist region 46 from collapsing or rolling 
over when the diaper is being worn, thus, ensuring a better 
fit throughout the duration of use. 
0084. The reinforcing member 75 can be a separate 
member or members joined with the diaper 20 or an integral 
part of one or more of the elements of the diaper 20 in at 
least the first waist region 46. Further, the reinforcing 
member 75 may take on any size or shape and may be 
disposed on the inner or outer Surface of the backSheet 26, 
on the inner or outer Surface of the topsheet 24, or joined to 
any other element of the diaper 20 in at least the first waist 
region 46. The reinforcing member 75 may comprise any 
materials that will provide the reinforcing characteristics 
desired by the user, including, but not limited to, woven 
material, nonwoven material, films, foams, glues, coatings, 
mechanical or chemical alterations of any element(s) of the 
diaper, or any combination of the above. 
0085. The diaper 20 is may be applied to the wearer in a 
conventional configuration. To do So, the rear waist region 
44 is preferably placed under the wearer's back. The remain 
der of the diaper 20 is preferably then drawn between the 
wearer's legs Such that the other waist region, preferably the 
front waist region 46, is positioned across the front of the 
wearer. The diaperer preferably then grasps the first ear 
panel 62 or the Second ear panel 64, or both and wraps them 
around the waist of the wearer. The diaperer then engages 
the first closure member 30 disposed on the inner surface 67 
of the first ear panel 62 and the Second ear panel closure 
member 31 disposed on the inner surface 67 of the second 
ear panel 64 with the third closure member 33 disposed on 
the garment facing Surface 40 of the containment assembly 
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22 in the front waist region 46. This forms a waist closure 
on each side of the wearer and completes the construction of 
the diaper in a conventional configuration. 
0.086 Alternatively, the diaper may be fitted to the wearer 
in a pull-on, or pant configuration. The diaper may be 
constructed generally as Stated above before the diaper is 
placed on the wearer. Accordingly, the diaperer engages the 
first closure member 30 disposed on the inner Surface 67 of 
the first ear panel 62 and the Second ear panel closure 
member 31 disposed on the inner surface 67 of the second 
ear panel 64 with the third closure member 33 disposed on 
the garment facing Surface 40 of the containment assembly 
22 in the front waist region 46. This forms a pant-like article 
having a waist hoop and a pair of leg openings. In this 
configuration, the wearer's legs are directed through the leg 
openings. Once the wearer's legs are through the leg open 
ings, the diaper can then pull the waist hoop of the diaper up 
over the wearer's hipS Such that the waist hoop encircles the 
waist of the wearer. (It should be noted that the wearer may 
be the diaperer in Some cases, especially when the wearer is 
a child in the toilet training Stage or when the wearer is an 
adult.) 
0087. Of course, the diaper of the present invention may 
be fitted to the wearer in any other Suitable manner, includ 
ing a combination of the StepS described above with regard 
to the conventional and pull on embodiments. In any con 
figuration, the refastenable fastening system 200 of the 
present invention provides the user with easy access to 
inspect the diaper 20 for Soiling. Further, the fastening 
system 200 gives the user the option as to how the diaper 20 
will be removed. The diaper 20 can be removed by pulling 
the diaper 20 down and off the wearer without disengaging 
the elements of the fastening System 200, or by disengaging 
at least one of the engaging components 202 form its 
corresponding landing component 204 and removing the 
diaper 20 from around the wearer's waist. 
0088 While particular embodiments of the present 
invention have been illustrated and described, it would be 
obvious to those skilled in the art that various other changes 
and modifications can be made without departing from the 
Spirit and Scope of the invention. It is therefore intended to 
cover in the appended claims all Such changes and modifi 
cations that are within the Scope of this invention. 

What is claimed is: 
1. An absorbent article having a refastenable fastening 

System allowing the absorbent article to be fitted to a wearer 
in a conventional configuration or in a pull-on configuration, 
a longitudinal centerline and a lateral centerline, the absor 
bent article comprising: 

a) a containment assembly having a rear waist region, a 
crotch region, a front waist region, a pair of longitudi 
nal edges, a body facing Surface and a garment facing 
Surface opposite of Said body facing Surface, Said 
containment assembly comprising a topsheet, a back 
sheet joined to Said topsheet, and an absorbent core 
positioned between Said topsheet and Said backSheet; 

b) an elastomeric first ear panel extending laterally out 
Wardly from one of Said longitudinal edges of Said 
containment assembly in Said rear waist region, Said 
first ear panel having a proximal edge joined with Said 
containment assembly, a distal edge Spaced laterally 
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outwardly from Said proximal edge, an inner Surface, 
and an Outer Surface, Said elastomeric first ear panel 
having differential bond regions, and 

c) an elastomeric Second ear panel extending laterally 
outwardly from the other of Said longitudinal edges of 
Said containment assembly in Said rear waist region, 
Said Second ear panel having a proximal edge joined 
with Said containment assembly, a distal edge Spaced 
laterally outwardly from Said proximal edge, an inner 
Surface, and an outer Surface, Said elastomeric Second 
ear panel having differential bond regions, Said differ 
ential bond regions comprising individual bonds. 

2. The absorbent article of claim 1 wherein said differ 
ential bond regions of each of Said elastomeric first and 
Second ear panels are further comprising: 

(a) a distal high bond Zone juxtaposed with said distal 
edge; 

(b) a proximal high bond Zone juxtaposed with said 
proximal edge; and 

(c) a low bond Zone disposed between said distal and 
proximal high bond Zones. 

3. The absorbent article of claim 2 wherein said distal high 
bond Zone and Said proximal high bond Zone each comprises 
a higher frequency of Said individual bonds than Said low 
bond Zone. 

4. The absorbent article of claim 2 wherein said distal high 
bond Zone and Said proximal high bond Zone each comprises 
a greater bonded area than Said low bond Zone. 

5. The absorbent article of claim 2 wherein said distal high 
bond Zone and Said proximal high bond Zone each comprises 
Stronger bonds than Said low bond Zone. 

6. The absorbent article of claim 2 further comprising: 

a) a refastenable mechanical fastening System compris 
ing: 

i) a first closure member disposed adjacent said distal 
edge of Said first ear panel, Said first closure member 
having a pair of longitudinal outer edges, 

ii) a Second closure member disposed adjacent said 
distal edge of Said Second, Said Second ear panel 
closure member having a pair of longitudinal outer 
edges, and 

iii) a third closure member disposed in said front waist 
region on Said garment facing Surface of Said con 
tainment assembly, Said third closure member being 
engageable with Said first closure member and Said 
Second closure member So as to define a waist hoop 
having a relaxed State circumference between about 
280 mm and about 360 mm and a fully stretched 
circumference between about 550 mm and about 600 
mm when a force less than about 2000 grams is 
applied. 

7. The absorbent article of claim 5 wherein said waist 
hoop relaxed circumference is between about 280 mm and 
about 360 mm and said fully stretched circumference is 
between about 550 mm and about 600 mm when a force less 
than about 2000 grams is applied. 
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8. The absorbent article of claim 5 wherein said waist 
hoop relaxed circumference is between about 300 mm and 
about 380 mm and said fully stretched circumference is 
between about 600 mm and about 700 mm when a force less 
than about 2000 grams is applied. 

9. The absorbent article of claim 5 wherein said waist 
hoop relaxed circumference is between about 550 mm and 
about 750 mm and said fully stretched circumference is 
between about 1000 mm and about 1450 mm when a force 
less than about 3000 grams is applied. 

10. An absorbent article having a refastenable fastening 
System allowing the absorbent article to be fitted to a wearer 
in a conventional configuration or in a pull-on configuration, 
a longitudinal centerline and a lateral centerline, the absor 
bent article comprising: 

a) a containment assembly having a rear waist region, a 
crotch region, a front waist region, a pair of longitudi 
nal edges, a body facing Surface and a garment facing 
Surface opposite of Said body facing Surface, Said 
containment assembly comprising a topsheet, a back 
sheet joined to Said topsheet, and an absorbent core 
positioned between Said topsheet and Said backSheet; 

b) an elastomeric first ear panel extending laterally out 
Wardly from one of Said longitudinal edges of Said 
containment assembly in Said rear waist region, Said 
first ear panel having a proximal edge joined with Said 
containment assembly, a distal edge Spaced laterally 
outwardly from Said proximal edge, an inner Surface, 
and an outer Surface; 

c) an elastomeric Second ear panel extending laterally 
outwardly from the other of Said longitudinal edges of 
Said containment assembly in Said rear waist region, 
Said Second ear panel having a proximal edge joined 
with Said containment assembly, a distal edge Spaced 
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laterally outwardly from Said proximal edge, an inner 
Surface, and an outer Surface; and 

d) a refastenable mechanical fastening System compris 
ing: 
i) a first closure member disposed adjacent said distal 

edge of Said first ear panel, Said first closure member 
having a pair of longitudinal outer edges, 

ii) a Second closure member disposed adjacent said 
distal edge of Said Second ear panel, Said Second 
closure member having a pair of longitudinal outer 
edges, and 

iii) a third closure member disposed in said front waist 
region on Said garment facing Surface of Said con 
tainment assembly, Said third closure member being 
engageable with Said first closure member and Said 
Second closure member So as to define a waist hoop 
having a relaxed State circumference between about 
550 mm and about 750 mm and a fully stretched 
circumference between about 1000 mm and about 
1450 mm when a force less than about 3000 grams 
is applied. 

11. The absorbent article of claim 10 wherein said lon 
gitudinal outer edges of Said first and Said Second closure 
members are disposed at an angle to Said longitudinal 
centerline and Said lateral centerline of the absorbent article. 

12. The absorbent article of claim 10 wherein said first 
and Said Second closure members each have a closure 
member major axis which is at an angle to Said longitudinal 
and said lateral centerline of the absorbent article. 

13. The absorbent article of claim 10 wherein said first 
and Second closure members comprise at least two engaging 
components. 


