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To cle, it'? On, it in city concern: 
Beit known that I, WILLIAM ROBERT JOHN 

SON, a subject of the Queen of Great Britain, 
residing in the borough of Manhattan, in the 

5 city and State of New York, have invented a 
certain new and useful Improvement in Proc 
esses of Revivifying Old Plaster-of-Paris, of 
which the following is a specification. 
The invention is intended mainly for re 

Io treating plaster, and I will describe it as thus 
applied. 

In the manufacture of plaster images it is 
Common to make molds of the same or differ 
ent material and in a sufficient number of 

I5 parts So that they may be applied together to 
produce the requisite cavity, and after these 
parts have been applied together and the 
cavity filled with fine plastic composition of 
the proper whiteness or other qualities to 

2O make the required statuette, architectural 
Ornament, or the like and allowed to remain 
until the soft composition has become well 
set the parts of the mold are separated and 
the molded article is removed for use, and 

25 the parts of the mold are again applied to 
gether for reuse. When the molds become 
(lefective through wear or other cause, they 
are thrown aside and fresh ones produced. 
A principal object of my invention is to 

3O utilize the great quantity of material locked 
up in those worn-out molds. 
ISucceed in giving all the fineness of mold 

ing qualities and all the hardness of original 
plaster; but so far as my experiments have 

35 yet proceeded I have not been able to over 
Come the gradual darkening of the color. 
To carry out my invention, Iburn (calcine) 

the old plaster, which is most advantageously 
in lumps-say about the size of ordinary hens’ 

4o eggs-at a moderate temperature-say at a 
dull-led heat-for an hour, the effect of which 
calcination is to drive off practically all of , 
the Water. The so-dehydrated old plaster I 
Wet With water containing sulfuric acid 

45 say eight per cent. of sulfuric acid of 66 
Baumé-at such low temperature as will al 
low a rehydration to take place... I find it an 
advantage and a special improvement to ap 
ply the acidified water to the dehydrated old 

5o plaster while this is at a temperature so far 
above the boiling-point of water as that on 

wetting the hot plaster evaporation of a 
considerable portion of the applied water 
promptly takes place. I find that this pre 
vious high temperature of the plaster facili- 55 
tates the penetration of the acidified water 
to all parts of the plaster (probably by the 
action thereon of the steam generated) and 
accelerates the chemical reaction between the 
same and the calcium sulfate, while it also 6O 
expedites the drying operation, For wetting 
I use such an amount of Water as that a part 
only will be evaporated by the heat of the 
plaster, so that sufficient remains for rehy 
dration... I recommend that the hot plaster 65 
should have a temperature of about 600 Fah 
renheit and that a weight of water about equal 
to that of the plaster should be applied there 
to. The water may be at atmospheric ten 
perature. 7 o 

It is a special economy to utilize the heat 
which has been imparted to the plaster in the 
before - mentioned calcining operation. To 
effect this, I allow the dehydrated old plaster 
to cool down to the desired extent from the 75 
temperature of the calcination and then pour 
the acidulated water over the still hot plaster. 
When evaporation ceases, the plaster is ex 
posed freely to the air until it is thoroughly 
dried, and when dry it is ground. 
The dried and ground plaster, previously 

acidulated and rehydrated by application of 
the acidulated water to the hot plaster, will 
set on mixing it with water in the usual way; 
but it is a poor modeling material, as it will not 85 
set hard. To make it a good modeling mate 
rial, I subject it to what may be termed a “boil 
ing.' That is to say, I heat the plaster in pow 
der (under constant stirring) in shallow pans 
to a temperature suitably above the boiling- 9o 
point of water to produce a sort of frying or 
sputtering effect, due to the ebullition, which 
will be active at first, and gradually becomes 
less. I continue the heat until the ebullition 
shall have practically ceased, whereupon I 95 
allow the plaster to cool and then store for 
use. By this boiling I partially dehydrate 
the rehydrated plaster. In accordance with 
my invention, therefore, it will be perceived 
that I subject the old plaster to two heatings, too 
the first effecting a more complete dehydra 
tion than is attained by the Second, and that 
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between these two heatings I rehydrate and 
acidulate the plaster by means of water con 
taining sulfuric acid. Further, as a special 
improvement I apply the acidulated water 
to the plaster while this is heated above the 
boiling-point of water, more water being ap 
plied than will be evaporated by the hot plas 
ter, and as a still further improvement I ap 
ply the acidulated water to plaster while it 
retains the heat of the first heating, (burn 
ing or calcination,) thereby saving the time 
which would otherwise be consumed in cool 
ing and reheating, as well as the fuel which 
would be required to reheat. 

Still another improvement consists in ef 
fecting the first heating (burning or calcina 
tion) and the rehydration and acidulation 
while the plaster is in lumps and grinding 
said lumps preparatory to the second heat 
ing, (boiling,) because the plaster is more 
easily burned in lumps and also because the 
so-dehydrated plaster in lump form when wet 
with the acidulated water is less apt to set 
than it would be if in powder when wet, 
whereas the partial dehydration after the re 
hydration (the boiling in other words) is more 
effectively and readily performed with the 
plaster in the form of powder. 
My plaster may be worked in the same man 

ner as ordinary plaster-of-paris and is similar 
in its general qualities, but is slower to set 
and sets harder. The darker color is an Ob 
jection for some uses, but not for molds. 
My process gives a hard strong plaster, dif 

fering only slightly in color from the best new 
plaster and under ordinary conditions at less 
than half the cost of new of the same quality. 

Modifications may be made without depart 
ing from the principle, or sacrificing the ad 
vantages of the invention. Instead of plain 
water with sulfuric acid I can use a corre 
sponding solution of alum, the free acid in 
the alum being relied upon mainly as the use 
ful element. 

I claim as my invention 
1. The method of revivifying plaster-of 

paris by subjecting the same to two heatings 
and an intermediate wetting with acidulated 
water, the first heating effecting a more com 
plete removal of water than the second, while 
the intermediate wetting serves to rehydrate 
the burnt plaster, substantially as described. 

2. The method of revivifying old plaster-of 
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paris, by burning the same, wetting the burnt 
plaster with acidulated water, and then heat 
ing the so-treated plaster in powdered form 
until cessation of ebullition, whereby the old 
plaster is first dehydrated, then rehydrated 
and acidulated, and then partially dehydrated, 
substantially as described. - 

3. In revivifying old plaster, the improve 
ment consisting in burning the same, and ap 
plying acidulated water to the burnt old plas 
ter when this is in the form of lumps, and 
afterward grinding the said lumps and heat 
ing the powdered material until cessation of 
ebullition, substantially as described. 

4. The method of revivifying old plaster-of 
paris by subjecting the same to a heating, a 
subsequent Wetting with acidulated water, a 
grinding operation, and a second heating, the 
first heating and the wettir g being performed 
with the plaster in lumps and the second heat 
ing after the said plaster has been reduced to 
powder, substantially as described. 

5. In revivifying old plaster, the improve 
ment consisting in burning the same, and ap 
plying acidulated water to the burnt old plas 
ter when this is in the form of lumps and at 
a temperature above the boiling-point of wa 
ter so as promptly to evaporate a part of the 
applied water, and afterward grinding the 
said lumps and heating the powdered mate 
rial until cessation of ebullition, substantially 
as described. 

6. The method of revivifying old plaster-of 
paris, by subjecting the same to a heating, a 
subsequent wetting with acidulated water, a 
grinding operation, and a second heating, the 
first heating being performed with the plas 
ter in lumps and effecting a more complete 
removal of water than the second which is 
performed with the plaster in powder, and the 
lumps from the first heating being wet with 
the acidulated water while still hot from the 
calcining operation so as promptly to evapo 
rate a part of the applied water, substantially 
as described. 

In testimony that I claim the invention 
above set forth I affix my signature in pres 
ence of two witnesses. 

WILLIAM ROBERT JOHNSON. 
Witnesses: 

J. B. CLAUTICE, 
THOMAS DREW STETSON. 
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