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WASHINGTON, DC 20037 (US) There is provided a highly dielectric film which has high 
dielectric property, can be formed into a think film and is 

(21) Appl. No.: 12/160,260 excellent in winding property (flexibility). The highly dielec 
tric film comprises (A) a vinylidene fluoride polymer, (B) 

(22) PCT Filed: Feb. 1, 2007 barium titanate oxide particles and/or lead Zirconium titanate 
9 oxide particles, and (C) an affinity improving agent, wherein 

the barium titanate oxide particles and/or lead Zirconium 
(86). PCT No.: PCT/UP2007/051688 titanate oxide particles (B) and the affinity improving agent 

(C) are contained in amounts of 10 to 500 parts by mass and 
S371 (c)(1), 0.01 to 30 parts by mass, respectively based on 100 parts by 
(2), (4) Date: Jul. 8, 2008 mass of the vinylidene fluoride polymer (A). 
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HIGHLY DELECTRICFILM 

TECHNICAL FIELD 

0001. The present invention relates to a highly dielectric 
film being useful, for example, as a dielectric film for a film 
condenser. 

BACKGROUND ART 

0002. In recently years, plastic insulating materials are 
expected as film materials for film condensers for communi 
cation, electronic devices, electric power, medium and low 
Voltage phase advancement and inverter, piezoelectric 
devices, pyroelectric devices and dielectric materials for 
transfer printing carrier since they have a high insulation 
resistance, excellent frequency characteristics and excellent 
flexibility. 
0003. A film condenser is usually comprised of a film 
structure comprising a dielectric polymer film Subjected to 
aluminum or Zinc deposition on its surface, or a film structure 
comprising multi-layers of aluminum foils and dielectric 
polymer films, and recently there are used a lot of condenser 
films comprising a dielectric polymer film and an electrode 
formed thereon by metal deposition. 
0004 Hydrocarbon polymers such as polypropylene, 
polyester and polyphenylene Sulfide are studied as a dielectric 
polymer for a film of film condenser. However a dielectric 
constant of such a film itself is only about 2.3 to about 3. 
0005. It is known that a capacity of a film condenser is 
proportional to a dielectric constant of a film and reversely 
proportional to a film thickness. 
0006. Therefore, making a film thinner has been studied, 
but if a film is made toothin, film formation becomes difficult, 
and lowering of a withstand Voltage is recognized. Accord 
ingly there is a limit in making a film thinner. 
0007 For making a dielectric constant of a film itself 
higher, highly dielectric polyvinylidene fluoride polymer and 
cyano-ethylated pullulan have been studied as a polymer. 
However dielectric constants of any of these films are not 
more than 20, and those polymers are materials making it 
difficult to make a film thinner. 
0008. In recent years, making a size of a film condenser 
Smaller and its capacity larger has been advanced, and as a 
result, it is strongly demanded to make a dielectric constant 
higher. 
0009. As one of means for making a dielectric constant of 
a film condenser higher, it is proposed to incorporate inor 
ganic particles having an especially high dielectric constant 
with a polymer to make a film. 
0010 For mixing highly dielectric inorganic particles to a 
polymer and making a film, there are known (1) a melt 
kneading method and (2) a coating method. 
0011. The melt-kneading method (1) is a method of 
kneading highly dielectric inorganic particles and a polymer 
at a temperature of not less than a melting temperature of the 
polymer, making the mixture into a film by a melt-extrusion 
method or an inflation method, and if necessary, Subjecting 
the film to stretching treatment. In this method, there are 
known use of a hydrocarbon polymer Such as polyphenylene 
sulfide, polypropylene or polyester (JP2000-501549A and 
JP2000-294.447A) and use of a vinylidene fluoride polymer 
(for example, JP59-43039A, JP60-185303A and JP58 
69252A). However in these methods, it is difficult to produce 
a thin film having a high dielectric constant and few voids. 
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0012. The coating method (2) is a method of producing a 
film by dissolving a polymer in a solvent, adding and mixing 
thereto highly dielectric inorganic particles to make a coating 
composition, and then forming a film by a coating method. 
0013. In the coating method (2), there are known use of 
rigid hydrocarbon polymers being excellent in heat resistance 
and mechanical strength Such as aromatic polyamide, aro 
matic polyimide and an epoxy resin (JP2001-106977A, JP1 
248404A, JP4-160705A, JP2-206623A and JP2002 
356619A) and use of a vinylidene fluoride polymer (JP54 
129397A). 
0014. In the case of using a rigid hydrocarbon polymer, it 

is possible to produce a thin film having a high mechanical 
strength but there is a large effect of a dielectric constant of 
the polymer itself, thereby limiting improvement of a film 
dielectric constant, and a film becomes hard. Therefore, it 
cannot be said that such a film is suitable as a film for a film 
condenser which is required to have excellent winding prop 
erty (flexibility). A system obtained by adding and mixing 
highly dielectric inorganic particles to athermosetting resin is 
very hard, and is used for embedded capacitor, making use of 
its property of being hard. 
0015. In the case of using a vinylidene fluoride polymer, it 

is difficult to obtain a film in which highly dielectric inorganic 
particles are homogeneously incorporated in a polymer, and 
further improvement in making a thin film and increasing a 
dielectric constant is required. 
0016 Further it is proposed to produce a sheet comprising 
highly incorporated highly dielectric inorganic particles by 
press-molding composite particles prepared by coating 
highly dielectric inorganic particles with a vinylidene fluo 
ride polymer (JP61-224205A). However the film is as thickas 
150 um, and cannot be said to be suitable as a film for a film 
condenser which is required to have excellent winding prop 
erty (flexibility). 

DISCLOSURE OF INVENTION 

0017. It is an object of the present invention to provide a 
highly dielectric film which has high dielectric property, can 
be made thin and is excellent in winding property (flexibility). 
0018 Namely, the present invention relates to a highly 
dielectric film comprising: 
(A) a vinylidene fluoride (VdB) polymer, 
(B) barium titanate oxide particles and/or lead zirconium 
titanate oxide particles, and 
(C) an affinity improving agent, 
wherein the barium titanate oxide particles and/or lead zirco 
nium titanate oxide particles (B) and the affinity improving 
agent (C) are contained in amounts of 10 to 500 parts by mass 
and 0.01 to 30 parts by mass, respectively based on 100 parts 
by mass of the VdB polymer (A). 
0019. The present invention also relates to a coating com 
position for forming a highly dielectric film comprising: 
(A) a vinylidene fluoride (VdB) polymer, 
(B) barium titanate oxide particles and/or lead zirconium 
titanate oxide particles, 
(C) an affinity improving agent, and 
(D) a solvent, 
wherein the barium titanate oxide particles and/or lead zirco 
nium titanate oxide particles (B) and the affinity improving 
agent (C) are contained in amounts of 10 to 500 parts by mass 
and 0.01 to 30 parts by mass, respectively based on 100 parts 
by mass of the VdB polymer (A). 
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0020. Further the present invention relates to a method of 
producing the highly dielectric film of the present invention 
which is characterized by Subjecting the coating composition 
of present invention to coating on a substrate and drying. 
0021. The highly dielectric film of the present invention is 
especially suitable as a film for a film condenser. 

BRIEF EXPLANATION OF THE DRAWINGS 

0022 FIG. 1 A SEM photograph (magnification 1,000) 
of a film produced in Example 2. 
0023 FIG. 2A SEM photograph (magnification 10,000) 
of a film produced in Example 2. 
0024 FIG. 3 A SEM photograph (magnification 1,000) 
of a film produced in Example 3. 
0025 FIG. 4A SEM photograph (magnification 10,000) 
of a film produced in Example 3. 
0026 FIG. 5A SEM photograph (magnification 1,000) 
of a film produced in Example 18. 
0027 FIG. 6A SEM photograph (magnification 10,000) 
of a film produced in Example 18. 
0028 FIG. 7 A SEM photograph (magnification 1,000) 
of a film produced in Comparative Example 3. 
0029 FIG.8|A SEM photograph (magnification 10,000) 
of a film produced in Comparative Example 3. 

BEST MODE FOR CARRYING OUT THE 
INVENTION 

0030 The highly dielectric film of present invention is one 
comprising: 
(A) a VidF polymer, 
(B) barium titanate oxide particles and/or lead zirconium 
titanate oxide particles, and 
(C) an affinity improving agent, 
wherein the barium titanate oxide particles and/or lead zirco 
nium titanate oxide particles (B) and the affinity improving 
agent (C) are contained in amounts of 10 to 500 parts by mass 
and 0.01 to 30 parts by mass, respectively based on 100 parts 
by mass of the VdB polymer (A). 
0031. The VdB polymer may be a homopolymer of VdB or 
may be a copolymer comprising VdE and other copolymer 
izable monomer. Also the VdB polymer may be a blend of a 
homopolymer of VdB and a VdE copolymer or may be a blend 
of VdB copolymers. 
0032 Examples of the other copolymerizable monomer 
are, for instance, fluorine-containing olefins such as tetrafluo 
roethylene (TFE), chlorotrifluoroethylene (CTFE), trifluoro 
ethylene, monofluoroethylene, hexafluoropropylene (HFP) 
and perfluoro(alkyl vinyl ether) (PAVE); a fluorine-contain 
ing acrylate and a fluorine-containing monomer having func 
tional group. Among these, HFP. TFE and CTFE are prefer 
able from the viewpoint of satisfactory solubility in a solvent. 
A proportion of the VdB is not less than 50% by mole, pref 
erably not less than 60% by mole, from the viewpoint of a 
high dielectric constant and high solubility in a solvent. In the 
case of a VdE/TFE copolymer, it is preferable that the copoly 
mercomprises 60 to 95% by mole of a VdE unit and 5 to 40% 
by mole of a TFE unit, especially preferably 70 to 90% by 
mole of a VdE unit and 10 to 30% by mole of a TFEunit, since 
a withstand voltage becomes high. A dielectric constant (20° 
C., 1 kHz) of the VdB polymer is preferably not less than 7, 
further not less than 7.5, from the viewpoint of further 
increasing a dielectric constant of a film. 
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0033. The barium titanate oxide particles and/or lead Zir 
conium titanate oxide (PZT) particles (B) (hereinafter may be 
simply referred to as “specific titanium oxide particles (B)) 
are representative highly dielectric inorganic particles, and a 
dielectric constant thereof is not less than 500. Especially 
barium titanate oxide particles are preferable since they have 
a high dielectric constant exceeding 1,500, and are easily 
formed into fine particles. 
0034. An average particle size of the specific titanium 
oxide particles (B) is preferably not more than 2 Jum, espe 
cially preferably from 0.01 to 0.5 um, particularly preferably 
from about 0.01 um to about 0.2 um, from the viewpoint of 
excellent Smoothness of a film Surface and satisfactory homo 
geneous dispersibility. 
0035 An amount of the specific titanium oxide particles 
(B) is not less than 10 parts by mass, preferably not less than 
30 parts by mass, especially preferably not less than 50 parts 
by mass based on 100 parts by mass of the Vd polymer. 
When its amount is too small, an effect of improving a dielec 
tric constant of a film becomes smaller. An upper limit thereof 
is 500 parts by mass. When the amount is too large, there 
occur problems with strength of a film and film Surface rough 
ness. A preferable upper limit is 400 parts by mass, further 
300 parts by mass. 
0036. The affinity improving agent (C) is a component 
playing a role of not only improving affinity of the VdB. 
polymer (A) for the specific titanium oxide particles (B) and 
dispersing the both homogeneously but also strongly bonding 
the specific titanium oxide particles (B) and the VdB polymer 
(A) in the film. Without this component (C), voids are easily 
generated in the film, and a dielectric constant is decreased. 
Further, in the film forming composition explained infra, the 
component (C) functions to homogeneously disperse the spe 
cific titanium oxide particles and the VdB polymer. 
0037 Examples of the effective affinity improving agent 
(C) are a coupling agent (C1), a surfactant (C2) and an epoxy 
group-containing compound (C3). 
0038 Examples of the coupling agent (C1) are, for 
instance, a titanium coupling agent, a silane coupling agent, a 
Zirconium coupling agent and a Zircoaluminate coupling 
agent. 
0039 Examples of the titanium coupling agent are, for 
instance, those of monoalkoxy type, chelate type and coordi 
nate type, and especially from the viewpoint of satisfactory 
affinity for the specific titanium oxide particles (B), 
monoalkoxy type and chelate type are preferable. 
0040. Examples of the silane coupling agent are, for 
instance, those of high molecular weight type and low 
molecular weight type, and from the viewpoint of the number 
of functional groups, there are monoalkoxysilane, dialkox 
ysilane, trialkoxysilane and Dipodal alkoxysilane. Especially 
from the viewpoint of satisfactory affinity for the specific 
titanium oxide particles (B), alkoxysilanes of low molecular 
weight type are preferable. 
0041 Examples of the Zirconium coupling agent are, for 
instance, monoalkoxyZirconium and trialkoxyZirconium. 
0042 Examples of the Zircoaluminate coupling agent are, 
for instance, monoalkoxyZircoaluminate and trialkoxyZir 
coaluminate. 

0043. Examples of the surfactant (C2) are those of high 
molecular weight type and low molecular weight type, and 
from the viewpoint of kind of functional groups, there are a 
nonionic Surfactant, an anionic Surfactant and a cationic Sur 
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factant. Those can be used, and Surfactants of high molecular 
weight type are preferable from the viewpoint of satisfactory 
thermal stability. 
0044 Examples of the nonionic surfactant are, for 
instance, polyether derivatives, polyvinyl pyrrolidone deriva 
tives and alcohol derivatives, and polyether derivatives are 
preferable especially from the viewpoint of satisfactory affin 
ity for the specific titanium oxide particles (B). 
0045 Examples of the anionic surfactant are, for instance, 
polymers having moiety of Sulfonic acid, carboxylic acid or 
salt thereof, and especially from the viewpoint of satisfactory 
affinity for the VdB polymer (A), preferable are acrylic acid 
derivative polymers, methacrylic acid derivative polymers, 
and maleic anhydride copolymers. 
0046 Examples of the cationic surfactant are, for instance, 
amine compounds, compounds having a nitrogen-containing 
complex ring Such as imidazoline, and halogenated Salts 
thereof, and compounds having a nitrogen-containing com 
plex ring are preferable since they have less property of 
attacking the VdB polymer (A). Examples of the salts are 
ammonium salts having halogen anion Such as alkyltrimethy 
lammonium chloride. From the viewpoint of a high dielectric 
constant, ammonium salts having halogen anion are prefer 
able. 
0047 Examples of the epoxy group-containing compound 
(C3) are epoxy compounds and glycidyl compounds, which 
may be low molecular weight compounds or high molecular 
weight compounds. Particularly preferable are low molecular 
weight compounds having one epoxy group from the view 
point of especially satisfactory affinity for the VdB polymer 
(A). In the present invention, epoxy group-containing cou 
pling agents (for example, epoxysilane) which are classified 
into a coupling agent are included in the coupling agent (C1) 
but not in the epoxy group-containing compound (C3). 
0048. From the viewpoint of especially satisfactory affin 

ity for the VdB polymer (A), preferable examples of the epoxy 
group-containing compound (C3) are compounds repre 
sented by the formula (C3): 

(C3) 
O 

wherein R is hydrogen atom, a monovalent hydrocarbon 
group having 1 to 10 carbon atoms which may have oxygen 
atom, nitrogen atom or carbon-carbon double bond, or an 
aromatic ring which may have a Substituent; 1 is 0 or 1; m is 0 
or 1; n is 0 or an integer of 1 to 10. 
0049. Examples thereof are: 

O 

CH=CH-COCHCH-CH, 

O 

| 
CH=CH-COCHCH-CH, 
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-continued 
O 

| CH=CH-CCHCH is 
Y. 

O 

| 
CH=CH-CCHCH-CH 

and the like, which have a ketone group or an ester group. 
0050. An amount of the component (C) is not less than 
0.01 part by mass, preferably not less than 0.1 part by mass, 
especially preferably not less than 1 part by mass based on 
100 parts by mass of the VdB polymer. When its amount is too 
Small, dispersing homogeneously becomes difficult. An 
upper limit thereof is 30 parts by mass. When its amount is too 
large, there occurs a problem that a dielectric constant of an 
obtained film is decreased. A preferable upper limit is 25 parts 
by mass, further 20 parts by mass. 
0051. From the viewpoint of satisfactory affinity for the 
specific titanium oxide particles (B), the coupling agent (C1) 
and the epoxy group-containing compound (C3) are prefer 
able as the component (C), and especially titanium coupling 
agents and silane coupling agents are preferable from the 
viewpoint of satisfactory affinity for both of the VdB polymer 
(A) and the specific titanium oxide particles (B). 
0052. In addition, the coupling agent (C1) and the epoxy 
group-containing compound (C3) exhibit more satisfactory 
affinity improving action since they form a chemical bond 
with the specific titanium oxide particles (B) (having a reac 
tion group). 
0053. The film of the present invention may contain, as 
optional components, other polymer and other highly dielec 
tric inorganic particles and in addition, additives such as 
various fillers such as a reinforcing filler and an antistatic 
filler and an affinity improving agent. 
0054 Preferable examples of other polymer are polycar 
bonate (PC), polyester, polyethylene terephthalate (PET), 
polyethylene naphthalate (PEN), silicone resin, polyether, 
polyvinyl acetate, polyethylene, and polypropylene for 
improving flexibility; poly(meth)acrylate, epoxy resin, 
polyphenylene oxide (PPO), polyphenylene sulfide (PPS), 
polyamide (PA), polyimide (PI), polyamide imide (PAI), 
polycarbonate, polystyrene and polybenzimidazole (PBI) for 
increasing strength; and odd number polyamide, cyano pull 
lulan, and copper phthalocyanine polymer for Supplementing 
high dielectric property. These other polymers may be 
blended to an extent not to impair the object of the present 
invention. 

0055. In the present invention, combination use of other 
highly dielectric inorganic particles is not prohibited, and 
known highly dielectric inorganic particles may be blended. 
Examples of Such other highly dielectric inorganic particles 
are, for instance, Zinc titanate, strontium titanate, calcium 
titanate, magnesium titanate, lead titanate, titanium oxide, 
barium antimonite, magnesium antimonite, strontium anti 
monite, calcium antimonite, lead antimonite, barium stan 
nate, strontium stannate, and complex compounds, Solid solu 
tions and mixtures thereof. These other highly dielectric 
inorganic particles may be blended to an extent not to impair 
the object of the present invention. In addition, highly dielec 
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tric organic particles, for example, copper phthalocyanine 
tetramer may be blended to an extent not to impair the object 
of the present invention. 
0056. Examples of a reinforcing filler are, for instance, 
particles and fibers of silicon carbide, silicon nitride, magne 
sium oxide, potassium titanate, glass, alumina, and boron 
compounds, and examples of an affinity improving agent are, 
for instance, polyolefin modified with functional group, Sty 
rene-modified polyolefin, polystyrene modified with func 
tional group, polyacrylate imide and cumyl phenol. These 
may be blended to an extent not to impair the object of the 
present invention. 
0057 The highly dielectric film of the present invention 
can be produced by either of the above-mentioned melt 
kneading method (1) and the coating method (2). From the 
viewpoint of easy production and excellent homogeneity of 
an obtained film, it is advantageous to produce by the coating 
method (2). 
0058. In the case of producing a highly dielectric film by 
the coating method, first a coating composition is prepared. 
The coating composition of the present invention is a com 
position comprising: 
(A) a VidF polymer, 
(B) barium titanate oxide particles and/or lead zirconium 
titanate oxide particles, 
(C) an affinity improving agent, and 
(D) a solvent, 
wherein the barium titanate oxide particles and/or lead zirco 
nium titanate oxide particles (B) and the affinity improving 
agent (C) are contained in amounts of 10 to 500 parts by mass 
and 0.01 to 30 parts by mass, respectively based on 100 parts 
by mass of the VdB polymer (A). 
0059. With respect to examples and amounts of the VdB 
polymer (A), the specific titanium oxide particles (B), the 
affinity improving agent (C) and other optional components, 
the above-mentioned explanations can be applied. 
0060. It is preferable to adjust a viscosity of this compo 
sition to 0.01 to 3 Pa's with the solvent (D) since coatability is 
satisfactory and a uniform and Smooth film can be obtained. It 
is especially preferable that the viscosity is not more than 1.5 
Pas, from the viewpoint of inhibiting roughening of its Sur 
face. 
0061. A form of the composition may be an emulsion (a 
solvent is water, etc.). In this case, since both of the VdB. 
polymer and the component (B) are in the form of particles, a 
particle-particle mixture system is formed and it is difficult to 
homogeneously disperse them. Therefore it is preferable to 
prepare a solution of the VdB polymer (A) dissolved in an 
organic solvent and disperse the component (B) in that solu 
tion of the VdB polymer because the particles are easily 
dispersed homogeneously and a homogeneous film can be 
easily obtained. 
0062 Preferable examples of the organic solvent (D) dis 
Solving the Vd polymer (A) are, for instance, amide solvents 
such as N,N-dimethylformamide (DMF), N-methylpyrroli 
done (NMP) and N,N-dimethylacetamide (DMAc); ketone 
Solvents such as cyclohexane, methyl isobutyl ketone 
(MIBK) and 2-hetanone (MAK); ester solvents such as butyl 
acetate and ethyl lactate; ether solvents such as ethyl cello 
Solve and methyl celloSolve; and carbonate solvents such as 
propylene carbonate and diethylene carbonate (DEC), and 
from the viewpoint of especially excellent solubility of the 
VdF polymer, amide solvents are preferable. These solvents 
may be used alone or may be mixed optionally. Especially a 
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Solvent mixture comprising an amide solvent as a main sol 
vent and an ester, ketone, ether or carbonate solvent as an 
auxiliary solvent has good wettability to a substrate and there 
fore is suitable for forming a thin uniform film having less pin 
holes. Particularly for enhancing solubility of the Vd poly 
mer (A), it is preferable to adjust a dielectric constant of a 
Solvent to be not less than 22, and for improving coatability, 
it is preferable to adjust a surface tension of a solvent to be not 
more than 35 dyn/cm. 
0063. In addition to the solvent (D), to the coating com 
position may be added a defoaming agent, a dispersant, a 
Wetting agent, a leveling agent and a flowing agent as com 
ponents not remaining in the film (disappearing at the time of 
forming the film) or as components which do not give Sub 
stantial influence on the effects (high dielectric constant, flex 
ibility, formation of thin film) aimed at by the film of the 
present invention even if they are present in the film. 
0064. The coating composition is prepared by preparing 
an organic solvent (D) solution of the VdB polymer (A), 
optionally adding other components thereto, and then forc 
edly stirring and dispersing the mixture. Specifically there are 
the following methods for the preparation. 
(1) A method of previously mixing, stirring and dispersing the 
component (B) and the component (C) in the solvent (D), and 
then Sufficiently stirring and dispersing the obtained dis 
persed mixture and the VdB polymer (A): 
0065. In this method, in the case where the affinity improv 
ing agent (C) is the silane coupling agent (C1) or the epoxy 
group-containing compound (C3) which is a chemically reac 
tive affinity improving agent, the components (C) and (B) 
may be subjected to forced stirring and dispersing after the 
reaction thereof, or may be added to the solvent (D) and then 
Subjected to the reaction and forced stirring and dispersing 
simultaneously, or the both may be carried out in combination 
(there is a case where this is referred to as surface treatment of 
the component (B)). When the affinity improving agent is the 
Surfactant (C2), since a reaction does not occur, it is easy to 
add the components (B) and (C) in the solvent (D) and then 
carry out the reaction and forced stirring and dispersing 
simultaneously. 
0.066 For enhancing stability of a dispersed mixture of the 
components (B) and (C), it is desirable that a small amount of 
a solution of the VdB polymer (A) is present when forcedly 
stirring and dispersing the components (B) and (C). 
(2) A method of adding the components (B) and (C) in a 
solvent (D) solution of the component (A) batchwise or in 
order and carrying out forced stirring and dispersing: 
0067. When adding in order, the order of adding is not 
limited particularly, and forced stirring and dispersing treat 
ment may be carried out every time when one component is 
added. 

0068. In any of the above-mentioned methods (1) and (2), 
it is desirable to previously remove adsorbed water on a 
surface of the component (B) by heat treatment or the like 
since homogeneous dispersibility is further improved. By 
Subjecting the component (B) to pre-heat treatment or Surface 
treatment, homogeneous dispersing becomes easy even in the 
case of the component (B) having a large average particle 
size. It is desirable to undergo the both of pre-heat treatment 
and Surface treatment. 
0069. A specified amount of each component may be 
added batchwise or dividedly. Further when adding dividedly, 
the adding order and the divided addition may be combined 
freely, for example, in Such a manner that a part of the com 
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ponent (A) is previously added when mixing the components 
(B) and (C), and the remaining component (A) is added after 
the mixing, and further the component (C) is added and mixed 
additionally. 
0070 Here an important point is to sufficiently carry out 
forced stirring and dispersing. If this dispersing treatment is 
insufficient, there is a case where solid contents such as the 
component (B) are easily precipitated, thereby making coat 
ing difficult, and in Some cases, at forming a coating film by 
drying, phase separation occurs inside the film, and a uniform 
film being excellent in mechanical characteristics and having 
stable dielectric characteristics cannot beformed. This forced 
stirring and dispersing treatment may be carried out for the 
prepared composition just before the coating. 
0071. The forced stirring and dispersing is to be carried 
out to Such an extent that the composition after the stirring and 
dispersing does not cause phase separation (a change of tur 
bidity of the solution is small (10% or less)) even in the case 
of allowing the composition to stand at room temperature 
(25°C.) for seven days. A degree of the stirring and dispersing 
can be set by preliminary experiments. 
0072 Preferable examples of forced stirring and dispers 
ing equipment are ball mill, sand mill, attrition mill, Visco 
Mill, roll mill, banbury mixer, stone mill, vibrator mill, dis 
persing mill, disc impeller, jet mill and DYNO-MILL. 
Among these, jet mill, roll mill and DYNO-MILL are pref 
erable from the viewpoint that mixing of impurities hardly 
occurs and continuous production can be carried out. 
0073. Nonlimiting examples of the stirring and dispersing 
conditions are as follows. 
Equipment: Sand mill 
Stirring conditions: 

(0074. Stirring speed: 100 to 10,000 rpm 
(0075 Stirring time: 5 to 120 minutes 
0076. Others: Glass beads are used. 

0077. A film is formed using the obtained homogeneous 
coating composition. It is preferable to carry out film forma 
tion by coating the composition on a Substrate and then drying 
and if necessary, peeling the film from the Substrate, from the 
viewpoint of easy working, a simple structure of equipment 
and easy control of a film thickness. Also film formation may 
be conducted by other film forming methods such as a method 
of Langmuir-Blodgett's technique and an impregnation 
method. 
0078 For the coating, a knife coating method, a cast coat 
ing method, a roll coating method, a gravure coating method, 
a blade coating method, a rod coating method, an air doctor 
coating method, a curtain coating method, a Faknelane coat 
ing method, a kiss coating method, a screen coating method, 
a spin coating method, a spray coating method, an extrusion 
coating method, and an electrodeposition coating method can 
be employed. Among these, a roll coating method, a gravure 
coating method and a cast coating method are preferable from 
the viewpoint that operation is easy, non-uniformity of a film 
thickness is Small and productivity is satisfactory. 
0079 Drying can be conducted using Yankee cylinder, 
counter flow, hot air blasting, air flow cylinder, air through, 
infrared ray, microwave, and induction heating. For example, 
in the case of a hot air blasting method, the drying conditions 
of 130° to 200°C. for a period of time of one minute or less are 
suitably adopted. 
0080. The highly dielectric film of the present invention 
may be left on a substrate as a so-called coating film. When 
the film is used as a film for a film condenser, it is separated 
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from a substrate and used in the form of a single film. There 
fore preferable materials for a substrate are those from which 
a VdE polymer is easily peeled, for example, metallic sheets 
of stainless steel and copper, glass sheet; polymer films Sub 
jected to ITO and ZnO deposition; and polymer films having 
good releasing property. Examples of suitable polymer films 
are engineering plastics such as polyethylene terephthalate 
(PET), polyethylene naphthalate (PEN), polycarbonate (PC), 
polyamide (PA), polyimide (PI), polyamide imide (PAI), 
polybenzimidazole (PBI), polyphenylene sulfide (PPS), 
polyphenylene oxide (PPO) and polysulfone (PSF). 
I0081. When the film is left on a substrate as a coating film, 
the composition of the present invention can be coated on a 
polymer film and dried to make a laminated film. Preferable 
as a substrate for the laminated film are polymer films which 
have good adhesion to the VdB polymer (A) and have a 
thickness of about 1.5 to 3 um. Examples of suitable polymers 
are engineering plastics such as PET, PEN, PC, PA, PI, PAI, 
PBI, PPS, PPO and polysulfone (PSF). 
I0082. A single film is used as it is, and may be stretched by 
usual method. In that case, a stretching ratio is desirably about 
2 to 6 times. 

I0083. In any of single films and laminated films, they may 
be subjected to surface treatment with other kind of polymer 
or plasma treatment or corona discharge treatment in order to 
make deposition of aluminum for an electrode easy. In addi 
tion, in order to inhibit roughening of a film Surface, other 
kind of polymer may be coated on a film Surface, and in order 
to improve film strength, a film may be subjected to crosslink 
ing treatment with ultraviolet ray, electronbeam or radiation. 
Further, a film may be subjected to pressing, for example, 
pressing with rolls. In that case, Surface Smoothness of a film 
is improved. 
I0084. A thickness of the so-obtained highly dielectric film 
of the present invention can be not more than 9 um, preferably 
not more than 6 um, further preferably not more than 5um. A 
lower limit of the film thickness varies depending on kind of 
a polymer and a particle size and an amount of the component 
(B), and is about 3 Lim from the viewpoint of maintaining 
mechanical strength of a film. 
I0085. In the highly dielectric film of the present invention, 
in spite of the content of specific titanium oxide particles (B) 
being relatively high (60% by mass or more), a film thickness 
can be made thin, and therefore electrostatic capacity can be 
made high. For example, when barium titanate particles hav 
ing a dielectric constant of 2,000 are used as the component 
(B) and a content thereof is 100% by mass, a dielectric con 
stant of the film can be 30 or more. In this case, assuming an 
area of a circular electrode is 9.5 mm, an electrostatic capac 
ity of a film having a thickness of 9 um is 2.8 nFor more, and 
an electrostatic capacity of a film having a thickness of 6 um 
is 4.2 nFor more. 

I0086 Also according to the film of the present invention, 
since the specific titanium oxide particles (B) are bonded 
firmly to the VdB polymer (A) by an action of a coupling 
agent or a surfactant, a dense structure having a small Void 
content (for example, not more than 5% by volume, further 
not more than 1% by volume) is obtained and a withstand 
Voltage can be made high. 
I0087. In spite of a dense structure, the film of the present 
invention is excellent in flexibility (winding property). For 
example, in the case of a 5um thick film, neither cracking nor 
breaking occurs at 180 degree bending test. Therefore when 
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the film is used for a film condenser, processability (winding 
property and followability) are significantly improved. 
0088. The film of the present invention is excellent in 
Surface Smoothness, and for example, Surface roughness of its 
center can be not more than +1 um, further not more than +0.6 
um. Uniformity of electrical characteristics is improved due 
to excellent Surface Smoothness. 
I0089. When the highly dielectric film of the present inven 
tion is used, for example, as a film for a film condenser, an 
electrode can beformed on its surface by a deposition method 
or the like. With respect to a material of an electrode, and a 
method and conditions for forming an electrode, those gen 
erally known can be employed. 
0090 The highly dielectric film of the present invention is 
useful especially as a film for a film condenser, and also useful 
as a film for piezoelectric element, a film for a pyroelectric 
device, a dielectric film for transfer printing carrier and a film 
for strong dielectric element. 

EXAMPLES 

0091. The present invention is then explained by means of 
Examples, but is not limited to them. 
0092 Characteristic values used herein are those mea 
sured by the following methods. 

(Viscosity) 
0093. For measuring a viscosity, a cone plate viscometer 
VISCONE CV Series available from Misec Corporation is 
used. Measuring conditions are room temperature and the 
number of rotations of 94 rpm, and No. 2 cone (10p) is used. 
(Dispersion Stability) 
0094. A dispersion is poured in a 50 ml glass sample bottle 
and allowed to stand at room temperature. One week after, 
dispersibility is observed with naked eyes. When homogene 
ity is kept, it is evaluated as O, and when precipitation occurs, 
it is evaluated as X. 

(Dielectric Constant) 
0095. Using a film of a mixture of a polymer and inorganic 
particles formed on a metallic substrate or a film of a mixture 
of a polymer and inorganic particles Subjected to aluminum 
deposition on one surface thereof, a sample is produced by 
aluminum deposition in vacuo on a 95 mm area of a film 
Surface opposite to the Substrate (or the aluminum-deposited 
Surface). An electrostatic capacity and a dielectric loss of this 
sample are measured at room temperature (25°C.) at a fre 
quency of 100 Hz, 1 kHz, 10 kHz and 100 kHz using an 
impedance analyzer (HP4194A available from Hewlett Pack 
ard). 

(Film Thickness) 
0096. A thickness of a film on a substrate is measured at 
room temperature using a film thickness meter (CMI223 
available from Oxford Instruments) adjusting Zero point 
depending on a Substrate and calibrated by two-point refer 
ence thicknesses. 

(Flexibility) 
0097. After bending a film having a length of 20 mm, a 
width of 5 mm and a thickness of 5 um by 180 degrees, 
cracking and deformation at a bent portion are observed with 
naked eyes. When there is neither cracking nor deformation at 
the bent portion, it is evaluated as O. 
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(Content of Void) 
0098. A theoretical density P of a film comprising (1-w) 
part by weight of a polymer having a density PA and w part by 
weight of inorganic particles having a density PB is shown by 
the following equation. 

(0099. A void ratio C. (%) of a film is calculated by the 
following equation from a real density PC of the film obtained 
by a density grading method. 

(Surface Center Roughness) 
0100 For measuring surface center roughness, SURFT 
ESTSV-600 available from Mitsutoyo Corporation is used, 
and an arithmetic mean roughness (Ra) is determined accord 
ing to JIS B 0601-1994. 
(Observation with Scanning Electron Microscope (SEM)) 
0101 Microscope: S-4000 available from Hitachi, Ltd. 

Example 1 
0102 Into a 3-liter separable flask were poured 900 parts 
by mass of N-methylpyrrolidone (NMP) (available from 
Tokyo Chemical Industry Co., Ltd.) and 100 parts by mass of 
polyvinylidene fluoride (PVdF) polymer (VP832 available 
from DAIKIN INDUSTRIES, LTD., dielectric constant: 9.8 
(1 kHz, 25°C.)), and 4-hour stirring was carried out at 80°C. 
under nitrogen gas atmosphere with a mechanical stirrer to 
obtain a polymer solution having a concentration of 10% by 
mass. This polymer Solution was a light-yellow homoge 
neous Solution. 
(0103) To this NMP solution of PVdF were added 100 parts 
by mass of barium titanate (BT-01 available from Sakai 
Chemical Industry Co., Ltd.) having an average particle size 
of 0.1 um and further 10 parts by mass of PLANEACT KR-55 
available from AJINOMOTO CO., INC. as a titanium cou 
pling agent. 
0104. To this mixture was added the same mass of glass 
beads (GB503M available from Potters-Ballotini Co., Ltd.) 
as that of the mixture, and the obtained mixture was put in a 
water-cooled three drum type sand grinder (AVIEX avail 
able from AIMEX), followed by 60-minute dispersing treat 
ment at room temperature at 1,000 rpm. After the dispersing 
treatment, the mixture was passed through a stainless Steel 
mesh to remove glass beads and obtain the composition of the 
present invention. 
0105. A viscosity and dispersion stability of this compo 
sition were evaluated. The results are shown in Table 1. 
0106 Then the obtained composition was coated on a 
stainless steel substrate with a bar coater, and dried with hot 
air at 180° C. for one minute to form an about 5.1 um thick 
dielectric film. 
0107. A dielectric constant at each frequency, flexibility, 
Surface center roughness and Void content of the obtained film 
were evaluated. The results are shown in Table 1. 

Examples 2 to 10 
0.108 Compositions of the present invention were pre 
pared in the same manner as in Example 1 except that 
amounts of PVdF, barium titanate and a titanium coupling 
agent were changed as shown in Table 1, and a viscosity and 
dispersion stability thereof were evaluated. Further dielectric 
films were formed in the same manner as in Example 1, and a 
dielectric constant at each frequency, flexibility, Surface cen 
ter roughness and void content of the obtained films were 
evaluated. The results are shown in Table 1. 
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TABLE 1. 
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1 2 3 4 5 

Composition (part by mass) 

Solvent (NMP) 900 900 850 800 850 
PVF 1OO 100 150 2OO 150 
Barium titanate 1OO 150 225 3OO 225 
Coupling agent 10 15 22.5 30 11.3 
Characteristics of composition 

Dispersion stability O O O O O 
Viscosity (Pa s) O.S8 OS8 1.45 1.58 0.59 
Characteristics of film 

Film thickness (Lm) S.1 5.2 4.8 5.2 4.9 
Dielectric 100 HZ 37 65 64 63 64 
constant 1 kHz 35 60 63 62 62 

10 kHz 34 58 59 59 60 
100 kHz 31 55 56 57 58 

Flexibility O O O O O 
Surface center roughness (Lm) 0.4 O.S 1.5 1.8 O6 
Content of void (%) <1 <1 <1 <1 <1 

Examples 11 to 24 
0109 Compositions of the present invention were pre 
pared in the same manner as in Example 1 except that various 
surfactants were added in an amount of 10% by mass based on 
barium titanate instead of the titanium coupling agent and 
amounts of PVdF and barium titanate were changed as shown 
in Table 2, and dispersion stability thereof was evaluated. 
Further dielectric films were formed in the same manner as in 
Example 1, and a dielectric constant at each frequency and 
flexibility of the obtained films were evaluated. The results 
are shown in Table 2. 
0110. Added surfactants S1 to S13 are as follows. 
S1: Nonionic surfactant (poly-oxyethylene-distyrene-phe 
nyl-ether) (EMULGEN A60 available from KAO CORPO 
RATION) 
S2: Anionic Surfactant (special polycarboxylic acid polymer 
surfactant) (HOMOGENOL L18 available from KAOCOR 
PORATION) 
S3: Cationic surfactant (imidazoline surfactant) (HOMOGE 
NOL L95 available from KAO CORPORATION) 
S4: Nonionic surfactant (sorbitan monooleate) (REODOL 
sp10 available from KAO CORPORATION) 

6 7 8 9 10 

900 900 900 900 900 
1OO 100 100 1OO 100 
150 150 150 150 150 

1.5 15 15 7.5 1.5 

O O O O O 
O.S9 O.S9 O.S9 O.S9 O.S9 

S.O 3.2 8.4 6.5 7.2 
64 64 64 63 61 
62 63 63 61 59 
60 59 59 58 57 
58 56 56 55 53 
O O O O O 
O.S 0.4 O.S 0.4 0.4 

<1 <1 <1 <1 <1 

S5: Nonionic surfactant (alkylglukoxide) (MIDOL 10 avail 
able from KAO CORPORATION) 
S6: Cationic Surfactant (amine type polymer Surfactant) (Dis 
perByk 180 available from BYK-Chemie GmbH) 
S7: Anionic surfactant (carboxylic acid polymer surfactant) 
(DisperByk 182 available from BYK-Chemie GmbH) 
S8: Anionic surfactant (poly-ester-acid amine salt) (ED117 
available from KUSUMOTO CHEMICALS, LTD.) 
S9: Anionic Surfactant (poly-carboxylic acid-amide amine 
salt with high Mw) (ED211 available from KUSUMOTO 
CHEMICALS, LTD.) 
S10: Anionic surfactant (poly-ether-ester-amine salt with 
high Mw) (ED214 available from KUSUMOTO CHEMI 
CALS, LTD.) 
S11: Cationic surfactant (chlorinated alkyltrimethyl ammo 
nium) (Arcade T50 available from LION CORPORATION) 
S12: Cationic surfactant (chlorinated alkylbis(2-hydroxy 
ethyl)methyl ammonium salt) (ESOCARD C12 available 
from LION CORPORATION) 
S13: Anionic surfactant (polyoxyethylene alkylamine) 
(EnomineC12 available from LION CORPORATION) 

Composition (part by mass) 

Solvent (NMP) 
PVF 

Barium titanate 

Surfactant 

(amount) 

TABLE 2 

Example 

11 12 13 14 15 16 17 

900 900 900 900 8SO 900 900 

100 1OO 100 100 150 100 1OO 

100 1OO 100 100 150 100 1OO 

S1 S2 S3 S4 S5 S6 S7 

(10) (10) (10) (10) (15) (10) (10) 
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TABLE 2-continued 

Characteristics of composition 

Dispersion stability O O O O O 
Characteristics of film 

Film thickness (Lm) 5.2 4.8 5.5 5.2 4.9 
Dielectric constant 100 Hz 33 36 41 29 28 

1 kHz 25 34 26 29 23 
10 kHz 22 33 19 26 21 

100 kHz 21 32 15 25 2O 
Flexibility O O O O O 

Example 

18 19 2O 21 22 

Composition (part by mass) 

Solvent (NMP) 800 800 800 800 800 
PVF 2OO 200 2OO 2OO 200 
Barium titanate 3OO 300 3OO 3OO 300 
Surfactant S3 S8 S9 S10 S11 
(amount) (30) (30) (30) (30) (30) 
Characteristics of composition 

Dispersion stability O O O O O 
Characteristics of film 

Film thickness (Lm) 4.5 5.5 4.7 S.1 S.1 
Dielectric constant 100 Hz 66 31 40 38 2673 

1 kHz 41 27 37 34 281 
10 kHz 31 27 36 33 83 

100 kHz 26 26 34 32 42 
Flexibility O O O O O 

Comparative Examples 1 to 3 
0111 Compositions for comparison were prepared in the 
same manner as in Example 1 except that a titanium coupling 
agent was not added, PVdF and barium titanate were added in 
amounts as shown in Table 3, and dispersion treatment was 
not carried out in Comparative Examples 1 and 2, and a 
viscosity and dispersion stability thereof were evaluated. Fur 
ther dielectric films were formed in the same manner as in 
Example 1, and a dielectric constant at each frequency, flex 
ibility, surface center roughness and content of void of the 
obtained films were evaluated. The results are shown in Table 
3. 

TABLE 3 

Comparative Example 

1 2 3 

Composition (part by mass) 

Solvent (NMP) 900 900 850 
PVF 100 100 150 
Barium titanate 100 150 225 
Dispersion treatment Ole Ole conducted 

Characteristics of composition 

Dispersion stability X X X 
Viscosity (Pa s) O.S6 O.S8 1.45 

Characteristics of film 

Film thickness (Lm) 5.5 S.1 4.8 
Dielectric constant 

100 Hz 12 21 22 
1 kHz 12 2O 21 
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O O 

5.5 5.4 
29 29 
26 28 
22 27 
2O 24 
O O 

23 24 

800 800 
2OO 200 
3OO 300 
S12 S13 
(30) (30) 

O O 

4.1 4.9 
3424 22 
1119 2O 
327 19 
88 18 
O O 

TABLE 3-continued 

Comparative Example 

1 2 3 

10 kHz 11 19 19 
100 kHz 10 17 16 
Flexibility O O O 
Surface center roughness (Lm) 1.5 2.1 1.8 
Content of void (%) 4.5 S.O 4.5 

Comparative Example 4 
0112 A composition for comparison was prepared in the 
same manner as in Example 1 according to the same formu 
lations as in Example 1 except that aromatic polyamide imide 
(HI680 available from Hitachi Chemical Co., Ltd.) was used 
as a polymer instead of PVdF, and dispersion stability thereof 
was evaluated. Further a dielectric film was formed in the 
same manner as in Example 1, and a dielectric constant at 
each frequency, flexibility and void content of the obtained 
film were evaluated. The results are shown in Table 4. 
0113. A film having a thickness of not more than 10 um 
could not be formed because the obtained film was low in 
flexibility and fragile. 

Comparative Example 5 
0114. A composition for comparison was prepared in the 
same manner as in Example 1 according to the same formu 
lations as in Example 12 except that aromatic polyamide 
imide (HI680 available from Hitachi Chemical Co., Ltd.) was 
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used as a polymer instead of PVdF and 150 pats by mass of 
barium titanate was used, and dispersion stability thereof was 
evaluated. Further a dielectric film was formed in the same 
manner as in Example 1, and a dielectric constant at each 
frequency, flexibility and void content of the obtained film 
were evaluated. The results are shown in Table 4. 
0115 A film having a thickness of not more than 10 um 
could not be formed because the obtained film was low in 
flexibility and fragile. 

TABLE 4 

Comparative Example 

4 5 

Composition (part by mass) 

Solvent (NMP) 900 900 
Aromatic polyamide imide 1OO 1OO 
Barium titanate 1OO 150 
Additive Titanium Surfactant S2 

coupling agent (15) 
(10) 

Characteristics of composition 

Dispersion stability X X 
Characteristics of film 

Film thickness (Lm) 12.2 12.5 
Dielectric constant 

100 Hz 6 7 
1 kHz 6 7 

10 kHz 5 6 
100 kHz 4 5 
Flexibility X X 
Content of void (%) 2.0 2.O 

0116 SEM photographs of the films obtained in Examples 
2, 3 and 18 and Comparative Example 3, respectively are 
shown in FIGS. 1 to 8. 
0117 The relation of each example to Fig. number is 
Example 2 (FIG. 1: 1,000 magnifications, FIG. 2: 10,000 
magnifications). Example 3 (FIG. 3: 1,000 magnifications, 
FIG. 4: 10,000 magnifications), Example 18 (FIG. 5: 1,000 
magnifications, FIG. 6: 10,000 magnifications), and Com 
parative Example 3 (FIG. 7: 1,000 magnifications, FIG. 8: 
10,000 magnifications). 
0118. It can be seen from these photographs that the sur 
face of the film of the present invention is dense, homoge 
neous and Smooth. 

Example 25 
Heat Treatment and Preliminary Treatment with 
Affinity Improving Agent of Barium Titanate Par 

ticles 

0119 Barium titanate particles (BT-01 available from 
Sakai Chemical Industry Co., Ltd.) were subjected to the 
following heat treatment and Surface treatment. 

(Heat Treatment) 
0120 Barium titanate particles were subjected to drying 
treatment at 250° C. for two hours with hot air to remove 
adsorbed water. 

(Surface Treatment) 
0121 The heat-treated barium titanate particles and a tita 
nium coupling agent (PLANEACT KR-55 available from 
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AJINOMOTO CO., INC.) in an amount of 5% by mass based 
on barium titanate particles were forcedly stirred in hexane 
for 30 minutes with a sandgrinder, and thena Supernatant was 
subjected to decantation and then drying at 150° C. for two 
hours to obtain barium titanate particles surface-treated with 
the titanium coupling agent. 
I0122. In 3-liter separable flask, a solution of a mixture of 
N,N-dimethylacetamide (DMAc) (available from Kishida 
Chemical Co., Ltd.) and methyl isobutyl ketone (MIBKavail 
able from Kishida Chemical Co., Ltd.) (mass ratio of 24.3/ 
19.5) was added to a solution obtained by dissolving a poly 
vinylidene fluoride (PVdF) polymer (VP832 available from 
DAIKIN INDUSTRIES, LTD., dielectric constant of 9.8 (1 
kHz, 25°C.)) in DMActo adjust the concentration of PVdF to 
2.5% by mass. 
(0123 To 40 parts by mass of this DMAc solution of PVdF 
were added 50 parts by mass of the surface-treated barium 
titanate particles and 2.5 parts by mass of a titanium coupling 
agent (PLANEACT KR-55). 
0.124. To the obtained mixture were added glass beads 
(GB503M available from Potters-Ballotini Co., Ltd.) in an 
amount of 1.2 times that of the mixture. The resultant mixture 
was poured into a water-cooled three drum type sand grinder 
(AVIEX available from AIMEX), and 60-minute stirring 
and dispersing treatment was carried out at room temperature 
at 1,500 rpm. The mixture after the dispersing treatment was 
passed through a stainless steel mesh (available from 
MANABEKOGYO CO.,LTD., 80 mesh) to remove the glass 
beads and prepare a dispersion of barium titanate. 
0.125. Then the obtained dispersion of barium titanate (70 
parts by mass), DMAc solution of PVdF having a concentra 
tion of 20% by mass (100 parts by mass), DMAc (19 parts by 
mass) and MIBK (66 parts by mass) were mixed, and thereto 
were added glass beads in an amount of 1.2 times that of the 
mixture. The resultant mixture was poured into a water 
cooled three drum type sand grinder, followed by forced 
stirring at 1,500 rpm for two hours to prepare the coating 
composition of the present invention. This composition was 
in a homogeneously dispersed state (evaluation: O). 
0.126 The obtained composition was then coated on an 
aluminum substrate with a barcoater, and dried at 180° C. for 
one minute with hot air to forman about 4.7 um thick dielec 
tric film (Film 1). 
I0127. A dielectric constant at each frequency and a dielec 
tric loss tangent of the obtained film were determined. The 
results are shown in Table 5. 

I0128. Also dispersibility (coating composition) and a 
dielectric constant at each frequency and a dielectric loss 
tangent (film) were determined with respect to a coating 
composition prepared by using barium titanate particles (BT 
01) Surface-treated with a titanium coupling agent but not 
subjected to heat treatment and a film obtained therefrom 
(Film 2); a coating composition prepared by using barium 
titanate particles (BT-01) heat treated but not subjected to 
Surface-treatment with a titanium coupling agent and a film 
obtained therefrom (Film 3); and a coating composition pre 
pared by using barium titanate particles Subjected to neither 
heat treatment nor Surface-treatment with a titanium coupling 
agent and a film obtained therefrom (Film 4). The results are 
shown in Table 5. 
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TABLE 5 

Film Number 

1 2 3 4 

Composition (part by mass) 

PVdF (solid content) 100 100 100 1OO 
Barium titanate 18O 18O 18O 18O 
Heat treatment conducted Ole conducted none 
Surface treatment conducted conducted Ole Ole 
Titanium coupling agent 18 18 9 9 
(an amount used for (9) (9) (O) (O) 
Surface treatment) 

Solvent 

DMAC S4O S4O S4O S4O 
MIBK 360 360 360 360 

Characteristics of composition 

Dispersibility O O O O 
Characteristics of film 

Film thickness (Lm) 4.7 S.1 S.1 4.8 
Dielectric constant 

OOHz 186 132 58 67 
1 kHz 70 78 51 57 

10 kHz 48 62 47 52 
00 kHz 40 55 43 47 

Dielectric loss tangent (%) 

OOHz 194 93 14 16 
1 kHz 83 36 8 10 

10 kHz 27 14 6 7 
00 kHz 11 10 18 19 

Example 26 

0129. A coating composition was prepared by conducting 
preliminary heat treatment and Surface treatment in the same 
manner as in the production of Film 1 of Example 25 except 
that barium titanate particles having an average particle size 
of 30 nm (BTO-30RP available from TODA KOGYO 
CORP) were used as barium titanate particles. Dispersibility 
thereof is shown in Table 6. 

0130. Further a film was produced by using this composi 
tion, and a dielectric constant at each frequency and a dielec 
tric loss tangent were determined. The results are shown in 
Table 6. 

TABLE 6 

Example 26 

Composition (part by mass) 

PVdF (solid content) 100 
Barium titanate 18O 
Heat treatment conducted 
Surface treatment conducted 
Titanium coupling agent 18 
(an amount used for (9) 
Surface treatment) 

Solvent 

DMAC S4O 
MIBK 360 

10 
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TABLE 6-continued 

Example 26 

Characteristics of composition 

Dispersibility O 
Characteristics offilm 

Film thickness (Lm) 3.4 
Dielectric constant 

OOHz 111 
1 kHz 64 

10 kHz 52 
00 kHz 46 

Dielectric loss tangent (%) 

OOHz 113 
1 kHz 38 

10 kHz 14 
00 kHz 11 

Example 27 

I0131 Into a separable flask were poured 3,200 parts by 
mass of N,N-dimethylacetamide (DMAc) (available from 
Kishida Chemical Co., Ltd.) and 800 parts by mass of a 
polyvinylidene fluoride (PVdF) polymer (KYNAR 761 avail 
able from ARKEMA, dielectric constant of 9.6 (100kHz, 25° 
C.)), and 3-hour stirring was carried out at 80° C. under 
nitrogen gas atmosphere with a mechanical stirrer to obtain a 
solution of PVdF having a concentration of 20% by mass. 
This polymer Solution was a transparent homogeneous solu 
tion. 

(0132) To 4,000 parts by mass of this DMAc solution of 
PVdF were added 1,120 parts by mass of DMAc and 2,280 
parts by mass of methyl isobutyl ketone (MIBK) so that the 
polymer concentration became 10% by mass. 
I0133) To 2,000 parts by mass of the obtained PVdF/ 
DMAc/MIBK solution were added 350 parts by mass of 
barium titanate having an average particle size of 0.1 um 
(BT-01 available from Sakai Chemical Industry Co., Ltd.) 
and 17.5 parts by mass of PLANEACT KR-55 available from 
AJINOMOTO CO., INC. as a titanium coupling agent, fol 
lowed by about 10-minute stirring with a homogenizer. 
I0134. This mixture was subjected to forced stirring and 
dispersing treatment by a pass method at a peripheral speed of 
8 m/sec by using DYNO-MILL (model MULTI-LAB avail 
able from WA Bachofen AG) by filling glass beads (average 
particle size of 0.5 to 0.7 mm) at a filling ratio of 80%. Thus 
the respective coating compositions of the present invention 
were obtained in the number of passes of 1 to 5. 
I0135. The pass method of DYNO-MILL is a method of 
circulating slurry between a tank and a beads mill, and pass 
ing the beads mill once is assumed to be one pass. 
0.136 Dispersion stability of the obtained coating compo 
sitions was determined. The results are shown in Table 7. 

0.137 Then the obtained coating compositions were 
coated on an aluminum Substrate with a bar coater, and dried 
with hot air at 180°C. for one minute to form dielectric films. 

0.138 A thickness, a dielectric constant at each frequency 
and a dielectric loss tangent of the obtained films were deter 
mined. The results are shown in Table 7. 
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TABLE 7 

Number of passes 

1 2 3 4 5 

Composition (part by mass) 

PVdF (solid content) 1OO 1OO 1OO 100 100 
Barium titanate 18O 18O 18O 18O 18O 
Titanium coupling agent 9 9 9 9 9 
Solvent 

DMAC S4O S4O S4O S4O S4O 
MIBK 360 360 360 360 360 
Characteristics of composition 

Dispersibility O O O O O 
Characteristics of film 

Film thickness (Lm) 4.1 3.5 3.9 3.4 3.9 
Dielectric constant 

OOHz 64 62 64 S4 56 
1 kHz 56 51 53 45 45 

10 kHz 45 49 48 40 40 
00 kHz 45 43 45 38 37 
Dielectric loss tangent (%) 

OOHz 2O 22 2O 21 26 
1 kHz 10 11 10 11 12 

10 kHz 9 6 6 6 7 
00 kHz 9 7 9 7 8 

Example 28 

0139 Barium titanate particles (BT-01 available from 
Sakai Chemical Industry Co., Ltd.) were subjected to the 
following heat treatment and Surface treatment. 

(Heat Treatment) 
0140 Barium titanate particles were subjected to drying at 
250° C. for two hours with hot air to remove adsorbed water. 

(Surface Treatment) 
0141 500 parts by mass of the heat-treated barium titanate 
particles and 25 parts by mass of glycidyl methacrylate 
(GMA) were forcedly stirred in 500 parts by mass of hexane 
for one hour with a mechanical stirrer, and then dried at 150° 
C. for evaporating hexane to obtain barium titanate particles 
surface-treated with GMA. 
0142 Into a 3-liter separable flask were poured 800 parts 
by mass of N,N-dimethylacetamide (DMAc) (available from 
Kishida Chemical Co., Ltd.) and 200 parts by mass of a 
polyvinylidene fluoride (PVdF)polymer (KYNAR 761 avail 
able from ARKEMA), and 4-hour stirring was carried out at 
80° C. under nitrogen gas atmosphere with a mechanical 
stirrer to obtain a DMAc solution of PVdF having a concen 
tration of 20% by mass. 
0143 500 parts by mass of the barium titanate particles 
surface-treated with GMA, 242.5 parts by mass of DMAc, 
195 parts by mass of methyl isobutyl ketone (MIBK) and 62.5 
parts by mass of the obtained DMAc solution of PVdF having 
a concentration of 20% by mass were mixed, and further 
thereto was added 25 parts by mass of GMA, followed by 
one-hour stirring and mixing with a rotor. 
0144. To the obtained mixture were added glass beads 
(GB503M available from Potters-Ballotini Co., Ltd.) in an 

11 
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amount of 1.2 times that of the mixture, and the resultant 
mixture was poured into a water-cooled three drum type sand 
grinder (AVIEX available from AIMEX), followed by 
60-minute stirring and dispersing treatment at room tempera 
ture at 1,500 rpm. The mixture after the dispersing treatment 
was passed through a stainless steel mesh (available from 
MANABEKOGYO CO.,LTD., 80 mesh) to remove the glass 
beads and prepare a dispersion of barium titanate. 
0145 Then the obtained dispersion of barium titanate 
(300.04 parts by mass), the DMAc solution of PVdF having a 
concentration of 20% by mass (400 parts by mass), DMAc 
(46.2 parts by mass) and MIBK (244.1 parts by mass) were 
mixed, followed by forced stirring for one hour with a rotor 
(BIG-ROTORS BR-2 available from AS-ONE) to prepare the 
coating composition of the present invention. 
0146 The obtained composition was then coated on a 
stainless steel substrate with a bar coater, and dried at 180°C. 
for two minutes with hot air to form an about 5 um thick 
dielectric film (Film 5). 
0147 A dielectric constant and a dielectric loss tangent at 
10 kHz of the obtained film were determined. The results are 
shown in Table 8. 
0.148. Also a dielectric constant and a dielectric loss tan 
gent at 10 kHZ were determined with respect to a coating 
composition prepared by using barium titanate particles (BT 
01) surface-treated with GMA but not subjected to heat treat 
ment without adding GMA in the preparation step of the 
composition and a film obtained therefrom (Film 6); and a 
coating composition prepared by using barium titanate par 
ticles (BT-01) subjected to heat treatment and surface-treat 
ment with GMA without adding GMA in the preparation step 
of the composition and a film obtained therefrom (Film 7). 
The results are shown in Table 8. 

TABLE 8 

Film Number 

5 6 7 

Composition (part by mass) 

PVdF (solid content) 100 1OO 1OO 
Barium titanate 175 175 175 
Heat treatment conducted Ole conducted 
Surface treatment conducted conducted conducted 
GMA 17.5 8.8 8.8 

(an amount used for (8.8) (8.8) (8.8) 
Surface treatment) 

Solvent 

DMAC 541 S41 S41 
MIBK 360 360 360 

Characteristics of composition 

Dispersibility O O O 
Characteristics of film 

Film thickness (Lm) S.O 4.8 5.2 
Dielectric constant 

10 kHz 55 47 47 
Dielectric loss tangent (%) 

10 kHz 11 10 12 

Example 29 
0149 Solubility of PVdF in the solvents (D) shown in 
Table 9 were evaluated by the following method. The results 
are shown in Table 9. 
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(Solubility) 

0150 1 g each of PVdF was added to 5g of the respective 
solvents, and after stirring at 25° C. for 10 minutes with a 
mechanical stirrer, the solutions were allowed to stand for one 
hour, and then a state of the solutions was observed with 
naked eyes. 
0151. The evaluation is made by the following criteria. 
O: A Solution is colorless and transparent and no gelling 
OCCU.S. 

X: A Solution is turned turbid and gelling occurs. 
0152 Next, coatability of the obtained solution of PVdF 
was evaluated by the following method. The results are shown 
in Table 9. 

(Coatability) 

0153. A solution of PVdF is coated on a polyester film 
with a bar coater, and dried with hot air at 180° C. for one 
minute to make a film. The obtained film is observed with 
naked eyes to check to see whether or not a pinhole is present 
on the film. When a pinhole is found, it is indicated by X, and 
when no pin hole is found, it is indicated by O. 
0154 The solvents used in this Example are as follows. A 
dielectric constant and a Surface tension of each of the Sol 
vents are values shown in the Solvent Handbook (Yuasa et al., 
Kodansha Ltd. (1976)). In the case of a solvent mixture, a 
dielectric constant and a surface tension thereof are values 
calculated from an arithmetic mean value in a mass ratio of 
each solvent. 
NMP: N-methylpyrrolidone (available from Kishida Chemi 
cal Co., Ltd.), dielectric constant (25°C.): 32, surface tension 
(25°C.): 41 dyn/cm 
DMF: N,N-dimethylformamide (available from Kishida 
Chemical Co., Ltd.), dielectric constant (25°C.): 36.71, Sur 
face tension (25°C.): 35.2 dyn/cm 
DMAc: N.N-dimethylacetamide (available from Kishida 
Chemical Co., Ltd.), dielectric constant (25°C.): 37.78, Sur 
face tension (30°C.): 32.43 dyn/cm 
MIBK: Methyl isobutyl ketone (available from Kishida 
Chemical Co., Ltd.), dielectric constant (20°C.): 13.11, Sur 
face tension (25°C.): 25.4 dyn/cm 
MAK: 2-Heptanone (available from Kishida Chemical Co., 
Ltd.), dielectric constant (22°C.): 9.77, surface tension (25° 
C.): 34.5 dyn/cm 
DEC: Diethylene carbonate (available from Tokyo Chemical 
Industry Co., Ltd.), dielectric constant (20°C.): 2.820, Sur 
face tension (30° C.): 25.47 dyn/cm 

TABLE 9 

Mixing 
ratio Surface 
(mass Dielectric tension 

Solvent ratio) constant (dyn/cm) Solubility Coatability 

NMP 32 41 O O 
DMF 36.71 35.2 O O 
DMAC 37.78 32.43 O O 
DMFAMIBK 60/40 27.3 31.3 O O 
DMFAMAK 60/40 25.9 34.9 O O 
DMFADEC 60/40 23.2 31.3 O O 
DMA.cf. 60/40 27.9 29.6 O O 
MIBK 
DMAct MAK 60.40 26.6 33.2 O O 
DMAct DEC 60/40 23.8 29.6 O O 
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Example 30 

(O155 Into a 5-liter separable flask were poured 800 parts 
by mass of N,N-dimethylacetamide (DMAC) (available from 
Kishida Chemical Co., Ltd.) and 200 parts by mass of a 
polyvinylidene fluoride (PVdF) polymer (KYNAR 761 avail 
able from ARKEMA), and 3-hour stirring was carried out at 
80° C. under nitrogen gas atmosphere with a mechanical 
stirrer to obtain a DMAc solution of PVdF having a concen 
tration of 20% by mass. This solution was a transparent 
homogeneous solution. 
0156 To 62.5 parts by mass of this DMAc solution of 
PVdF having a concentration of 20% by mass were added 
242.5 parts by mass of DMAc and 195 parts by mass of MIBK 
to adjust the PVdF concentration to 2.5% by mass. Then 
thereto were added 500 parts by mass of barium titanate 
(BT-01 available from Sakai Chemical Industry Co., Ltd.) 
and 25 parts by mass of a titanium coupling agent (PLANE 
ACT KR-55 available from AJINOMOTO CO., INC.). 
0157 To the obtained mixture were added glass beads 
(GB503M available from Potters-Ballotini Co., Ltd.) in an 
amount of 1.2 times that of the mixture, and the resultant 
mixture was poured into a water-cooled three drum type sand 
grinder (AVIEX available from AIMEX), followed by 
60-minute stirring and dispersing treatment at room tempera 
ture at 1,500 rpm. The mixture after the dispersing treatment 
was passed through a stainless steel mesh (available from 
MANABEKOGYO CO.,LTD., 80 mesh) to remove the glass 
beads and prepare a dispersion of barium titanate. 
0158. Then the obtained dispersion of barium titanate 
(1,500 parts by mass), the DMAc solution of PVdF having a 
concentration of 2.5% by mass (2,000 parts by mass), DMAc 
(231 parts by mass) and MIBK (1.220 parts by mass) were 
mixed and forcedly stirred for two hours with a mechanical 
stirrer, followed by filtration with a stainless steel mesh 
(available from MANABEKOGYO CO.,LTD., 200 mesh) to 
prepare the coating composition of the present invention. This 
composition was in a homogeneously dispersed State. 
0159. The obtained coating composition was coated on a 
polyester film (38 um thick) by using a micro gravure coater 
(OS-300 available from YASUISEIKICO.,LTD.) at 1.2 rpm 
of a 45 mesh micro gravure roll at a peripheral speed of 5 
m/min, and the coated film was passed 6 m in a drying oven of 
150° C. and then passed 6 m in a drying oven of 180°C. Thus 
two 100 m long laminated films having a coating layer of 200 
mm widex5.2 um thick (dielectric film layer) were prepared. 
0160 The coating layer was peeled from the laminated 
film and wound at a peripheral speed of 1.5 m/minto obtain a 
dielectric film of 200 mm widex5.2 um thick. 

Example 31 

0.161. A dispersion was prepared and a dielectric film was 
produced in the same manner as in Example 27 except that 
400 parts by mass of polyvinylidene fluoride (PVdF) (KY 
NAR 761 available from ARKEMA)and 400 parts by mass of 
polyvinylidene fluoride/hexafluoropropylene copolymer 
(KYNAR 2801 available from ARKEMA) were used as a 
polymer component. 
(0162. A film thickness, a dielectric constant and a dielec 
tric loss tangent at each frequency of the obtained film were 
determined. As a result, the film thickness was 5.2 um; the 
dielectric constants were 65, 58, 51 and 48 at 100 HZ, 1 kHz, 
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10 kHz and 100 kHz, respectively; and the dielectric loss 
tangents (%) were 12, 8, 4 and 4 at 100 HZ, 1 kHz, 10 kHz and 
100 kHz, respectively. 

Example 32 
0163 The film produced in Example 27 was subjected to 
press-treatment by passing through two calendar rolls at a 
speed of 1 m/min at 60° C. and 120° C. at a load of 1 ton and 
4 tons. In order to evaluate Surface Smoothness of the press 
treated film, a reflectance was measured by the following 
method. 

Measuring Method of Reflectance 
0164. A reflectance of a thin film is measured in an applied 
measuring mode by using a spectrophotometer (U-4100) and 
a 5C plus reflection attached equipment available from Hita 
chi High-Technologies Corporation. 
0.165. A visible light reflectance (% R) measured at a scan 
ning speed of 300 nm/minata wavelength of 1,000 to 300 nm 
is assumed to be a reflectance. 
0166 As a result, while a reflectance of an untreated film 
was 0.31%, reflectances in the cases of press-treatment at 60° 
C. at a load of 1 ton, press-treatment at 60° C. at a load of 4 
tons, press-treatment at 120° C. at a load of 1 ton and press 
treatment at 120° C. at a load of 4 tons were 0.41%, 0.56%, 
1.05% and 1.91%, respectively. Thus surface smoothness was 
improved. 

Example 33 
0167. The film produced in Example 31 was subjected to 
press-treatment by passing through two calendar rolls at a 
speed of 1 m/min at 120° C. at a load of 1 ton and 4 tons. In 
order to evaluate surface smoothness of the press-treated film, 
a reflectance was measured by the method of Example 34. 
0168 As a result, while a reflectance of an untreated film 
was 0.31%, a reflectance in the case of press-treatment at 120° 
C. at a load of 1 ton was 4.32% and a reflectance in the case of 
press-treatment at 120° C. at a load of 4 tons was 4.38%. Thus 
Surface Smoothness was greatly improved. 

Example 34 
(0169. To 50 parts by mass of a methylethylketone (MEK) 
solution were added 50 parts by mass of barium titanate 
having an average particle size of 0.1 um (BTO1 available 
from Sakai Chemical Industry Co., Ltd.) and 2.5 parts by 
mass of PLANEACT KR55 (available from AJINOMOTO 
CO., INC.) as a titanium coupling agent. 
0170 Into a three drum type sand grinder (AVIEX avail 
able from AIMEX) were poured this mixture and glass beads 
(GB503M available from Potters-Ballotini Co., Ltd.) in the 
same mass amount, followed by 60-minute dispersion treat 
ment at room temperature at 1,000 rpm. After the dispersing 
treatment, the mixture was passed through a stainless Steel 
mesh to remove the glass beads. 
0171 This dispersion solution was added to a 20% by 
mass MEK solution of a VdE/TFE copolymer (84/16 in molar 
ratio) so that the amount of barium titanate became 100% by 
mass based on the VdB/TFE copolymer. The obtained solu 
tion was coated on an aluminum Substrate with a bar coater, 
and dried at 120° C. for two minutes with a hot air dryer to 
obtain a 5.5 um thick highly dielectric film of the present 
invention. Then physical properties of the film were mea 
Sured. 
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0.172. As a result, a dielectric constant was 31, and a 
dielectric loss tangent (%) was 3.2. 

INDUSTRIAL APPLICABILITY 

0173 The highly dielectric film of the present invention 
has high dielectric constant, can be formed into a thin film, is 
excellent in winding property (flexibility), and yet can be 
easily produced by a simple method. 

1. A highly dielectric film comprising: 
(A) a vinylidene fluoride polymer, 
(B) barium titanate oxide particles and/or lead zirconium 

titanate oxide particles, and 
(C) an affinity improving agent comprising at least one 

kind of a coupling agent, a Surfactant or an epoxy group 
containing compound, wherein said barium titanate 
oxide particles and/or lead Zirconium titanate oxide par 
ticles (B) and said affinity improving agent (C) are con 
tained in amounts of 10 to 500 parts by mass and 0.01 to 
30 parts by mass, respectively based on 100 parts by 
mass of the vinylidene fluoride polymer (A). 

2. The highly dielectric film of claim 1, wherein the affinity 
improving agent (C) is a coupling agent and/or a surfactant. 

3. The highly dielectric film of claim 2, wherein the cou 
pling agent is a titanium coupling agent, a silane coupling 
agent, a Zirconium coupling agent or a Zircoaluminate cou 
pling agent. 

4. The highly dielectric film of claim 3, wherein the cou 
pling agent is a titanium coupling agent or a silane coupling 
agent. 

5. The highly dielectric film of claim 1, comprising a cou 
pling agent. 

6. The highly dielectric film of claim 1, wherein the affinity 
improving agent is an epoxy group-containing compound. 

7. The highly dielectric film of claim 6, wherein the epoxy 
group-containing compound is a compound represented by 
the formula (C3): 

(C3) 
O 

where R is hydrogenatom, a monovalent hydrocarbon group 
having 1 to 10 carbon atoms which may have oxygen atom, 
nitrogen atom or carbon-carbon double bond, or an aromatic 
ring which may have a substituent; 1 is 0 or 1; m is 0 or 1; n is 
0 or an integer of 1 to 10. 

8. The highly dielectric film of claim 1, comprising barium 
titanate oxide particles. 

9. The highly dielectric film of any of claim 1, which is a 
film for a film condenser. 

10. A coating composition for forming a highly dielectric 
film comprising: 

(A) a vinylidene fluoride polymer, 
(B) barium titanate oxide particles and/or lead zirconium 

titanate oxide particles, 
(C) an affinity improving agent comprising at least one 

kind of a coupling agent, a Surfactant or an epoxy group 
containing compound, and 

(D) a solvent, 
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wherein said barium titanate oxide particles and/or lead Zir 
conium titanate oxide particles (B) and said affinity improv 
ing agent (C) are contained in amounts of 10 to 500 parts by 
mass and 0.01 to 30 parts by mass, respectively based on 100 
parts by mass of the vinylidene fluoride polymer (A). 

11. The coating composition of claim 10, wherein the 
affinity improving agent (C) is a coupling agent and/or a 
Surfactant. 

12. The coating composition of claim 11, wherein the 
coupling agent is a titanium coupling agent, a silane coupling 
agent, a Zirconium coupling agent or a Zircoaluminate cou 
pling agent. 

13. The coating composition of claim 12, wherein the 
coupling agent is a titanium coupling agent or a silane cou 
pling agent. 

14. The coating composition of claim 10, wherein the 
affinity improving agent is an epoxy group-containing com 
pound. 

15. The coating composition of claim 14, wherein the 
epoxy group-containing compound is a compound repre 
sented by the formula (C3): 

O 
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where R is hydrogenatom, a monovalent hydrocarbon group 
having 1 to 10 carbon atoms which may have oxygen atom, 
nitrogen atom or carbon-carbon double bond, or an aromatic 
ring which may have a substituent; 1 is 0 or 1; m is 0 or 1; n is 
0 or an integer of 1 to 10. 

16. The coating composition of claim 10, comprising 
barium titanate oxide particles. 

17. The coating composition of claim 10, which is used for 
forming a highly dielectric film for a film condenser. 

18. A method of producing a highly dielectric film, said 
highly dielectric film comprising: 

(A) a vinylidene fluoride polymer, 
(B) barium titanate oxide particles and/or lead zirconium 

titanate oxide particles, and 
(C) an affinity improving agent comprising at least one 

kind of a coupling agent, a Surfactant or an epoxy group 
containing compound, wherein said barium titanate 
oxide particles and/or lead Zirconium titanate oxide par 
ticles (B) and said affinity improving agent (C) are con 
tained in amounts of 10 to 500 parts by mass and 0.01 to 
30 parts by mass, respectively based on 100 parts by 
mass of the vinylidene fluoride polymer (A), 

characterized by Subjecting the coating composition of claim 
10 to coating on a Substrate and drying. 


