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FLUORESCIENT SCREEN 

Charles W. Putnam, Bloomfield, N. Y., assignor 
to Westinghouse Electric Corporation, East 
Pittsburgh, Pa., a corporation of Pennsylvania 
Agogication June 19, 1948, Seria No. 34,060 

(C. 313-09) 3 Cains. 

My invention relates to radiation-emitting 
Screens and, in particular, it relates to a process 
for aking light-emitting screens which pro 
duce a visibie replica, of the intensity distribu 
tion in an X-ray field. One use for my inven 
tion is in electrical discharge tubes in which 
electron inages corresponding to a light image 
generated on a fiorescent screen by X-rays are 
first produced, and then a second light image 
Which is an intensified replica of the initial light 
iii.2ge is produced by incidence of the electron 
jinage on a Second fluorescent Screen. Certain 
Shiact matter herein disclosed is being claimed 
in Yny application Seria No. 146,373, filed Feb 
Tuary 25, 1950, for a Fluorescent Screen. 
One exarpie of an electrical discharge device 

fof this type is shown and claimed in Lloyd F. 
Hunter and Richard longini Patent, 2,555,545 for 
an Inage intensifier, issued June 5, 1951. In 
the device iust, nentioned, an electron image is 
produced which is a replica of an X-ray picture 
On a fill Crescent Screen; the electrons are then 
accelerated to high Velocity and into incidence 
lipon a Screen gomprising a cathode ray phosphor, 
and the light in age produced on the latter is ob 
Served. In the electrical discharge the just de 
scribed, the photo-electric Surface comprises ma 
terials Stich as cesium which are active chemi 
cally and have a vapor of a substantial pres 
sure and which are likely to react chemically 
With the components in the fluorescent screen 
during rocessing. It is, accordingly, necessary 
to provide some protective coating for the fluo 
rescent material which is capable of preventing 
this reaction. 

One object of my invention is, accordingly, 
to provide a novel type of fluorescent screen in 
which the fluorescent material is provided with 
2, coating which is substantially transparent to 
incident light and is capable of preventing chemi 
cal reaction between the phosphor of the screen 
and cesium vapor. 
Another object of my invention is to provide 

a protective coating for the particles comprised 
in a fluorescent screen which shall prevent, chem 
ical reaction between then and vapors present 
in the Space around them. 

Still ainother object of my invention is to pro 
Wide an improved form of fuorescent Screen in 
which chemical reaction between the fluorescent 
materials and an adjacent layer of chemically 
active material is prevented. 
A still more specific object of my invention is 

to provide a method of protecting zinc sulphide 

is 
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A. 
from chemical reaction with photo-electrically 
active materials. 
A Still further object of my invention is to pro 

Wide a method of preventing cheinical reaction 
between fluorescent zinc sulphide and the com 
ponents of cesiated antimony located in a com 
non container there with. 

Still another object of my invention is to pro 
wide a fuorescent screen which is much less dif 
ficult to outgas than are prior art Screens in 
Which the individual fine particles of fluorescent 
Oaterial are exposed to the atmosphere of an 
evacuated container, and which contains a mini 
Inum of adsorbed vapors likely to gradually exude 
into Such at OSphere during operative life of 
the tube. 

?their objects of my invention will become ap 
parent upon reading the following description, 
taken in connection with the drawing, in which: 

figure shows a view in longitudinal Sec 
tion. Of an electrical discharge tuce containing 
a fluorescent Screen protected in accordance with 
the principles of my invention; 

Fig. 2 is an enlarged view in Section of the 
Screen forming a wall portion of Fig. 1; and 

Fig. 3 is a longitudinal Section of a container 
in which the plate S is placed at an interimediate 
point, in the fabrication. 

Referring in detail to the drawing, the fuo. 
recent, screen, in accordance with my invention, 
Comprises a layer. A made up of particles of a 
fluorescent material or phosphor, such, for ex 
ample, as zinc Sulphide or silver-activated zinc 
Sulphide, which is embedded in giass plate 5 
positioned. Within a container of glass or other 
Suitable laterial. The container lay be a 
Vacuun-tight encloSure, such as the tube in 
the above-mentioned Hunter and Longini appli 
cation. As is illustrated in said application, the 
enclosure is may contain during the process of 
its manufacture a substantial pressure of the 
vapor of some photo-electiic material, such, for 
example, as cesiuin used to produce a layer 3 
Of cesiated antimony deposited in close conti 
guity to the layer A. There is also located on 
another portion of the Wall 6 of the container 
4, a layer 9 of an electron phosphor such as zinc 
Sulphide, which inay be provided with chemical 
protection. Such as is described and claiied in 
the Patent 2,586,304 of J. W. Coltman and R. L. 
Longini for Protection of Electron Phosphors, 
issued February 19, 1952. As has been stated 
above, there is a likelihood of chemical reaction 
between the fluorescent material of the layer 5A 
and photo-electric material just mentioned, and 
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to prevent such undesired chemical reaction, the 
fluorescent layer 5A is embedded in the glass of 
the plate 5 by a procedure which will now be 
described. 

Referring to the drawing, the final desired 
product is a glass plate 5 with a layer 5A of 
fiuorescent material or phosphor sunk into the 
upper surface until all the phosphor particles 
are completely enclosed in the glass. The meth 
od of achieving this result is as follows: 
A glass must be used for the plate 5 which will 

not be detrimental to the phosphor. The glass 
must not dissolve the phosphor, and it must not 
contain substances that Will react with or un 
favorably activate the phosphor. For example, 
the phosphor to be used may be a silver-activated 
zinc sulphide which fluoresces blue under excita 
tion. This material as readily purchasable upon 
the market is notably subject to adverse activa 
tion by very minute quantities of impurities. 
The glass for plate is made up fro; chemicals 

containing impurities less than 0.001%. The 
glass contains the following components: K2O, 
ZnO, B2O3. To give one instance, I have found a 
mix of 31 percent by weight of potassium oxide 
(K2O) with 69 percent by weight of boric oxide 
(B2O3) to be a satisfactory one. However, I found 
mixes within the range of 0 to 40 percent K2O, 0 
to 60 percent ZnO and 100 to 40 percent, B2O3 
to be Satisfactory for many purposes. The con 
Stituents were fused in a platinum crucible at 
1000 C. and poured into an aluminunn mold. 
Besides their purity, these glasses are relatively 
low-inelting, and the compositions ninentioned 
above had a considerable range of thernal ex 
pansion coefficients. 
The glass melt is evacuated in the note state 

to renhove all occluded gases, formed into a thin 
plate, annealed, and cooled. The layer 5A of 
fluorescent material is settled onto one surface 
of this plate from a solution containing a suit 
able hinder. 
Although a number of binders, such as borates, 

boro-phosphates or Silicates of the alkali metals 
could probably be used, the one developed for 
this process has certain desirable features. The 
Solution used was approximately 5% by weight 
potassium borate in water. The potassium borate 
Was roughly of the formula: K2O.3B2O3 or KB3O5 
and very pure. 
tion is rapidly dried, it first forms an elastic film. 
which on further airying becomes hard. Upon 
hcating to fusion, this material forms a glass 
which will not devitrify under any heat treatinent 
anticipated in this process, and it is a glass which 
is readily miscible with the glass used for the 
backing of the phosphor. 
A homogeneous Suspension of phosphor in the 

5 percent potassium borate solution is placed in 
a container with the glass plate in the bottom. 
The annount of the phosphor mixture poured into 
the container Will, of course, determine the thick 
iness of the resulting layer. A layer thickness 
When died of 12 inils will be found suitable for 
many purposes. 
The glass plate with superimposed phosphor 

layer is then baked at approximately 125° C. to 
day the binder. 
The glass plate is then placed, phosphor laye' 

up, on a Support of Such a substance as graphite 
Which, when the glass is heated to a softened 
coindition, will maintain the glass shape, and will 
inot stick to it. This support may have an in 
tegral heater, or it should be thin enough and 
of a material which will readily coinduct heat. 

When a thin layer of this solu 
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4. 
The glass and Support are then placed in a 

container which can be evacuated. The chamber 
is closed and evacuated. The temperature is 
gradually raised while under vacuum to a point 
just below the softening point of the glass. The 
purpose of this treatment is to complete the re 
moval of Water from the binder and to outgas the 
phOSphor and the Surface of the glass. The vac 
llum is then broken, allowing the chamber to 
return to atmospheric pressure. The potassium 
borate binder protects the phosphor against oxi 
dation. Zinc sulphide ordinarily oxidizes at 600° 
C. in air. 
The temperature is then raised above the 

Softening point of the glass (approximately 900 
C.). This temperature is maintained while the 
molten glass diffuses up through the phosphor 
layer until the upper Surface of the bonded unit 
is a continuous, though slightly irregulal, glass 
Surface. At this point the glass should be quickly 
reduced to annealing temperature, annealed and 
cooled. 
The CeSiated antimony layer may be applied to 

the Surface of the finished plate by methods 
known in the art. Patent 2,456,963 of R. L. 
Longini for a Process for Outgassing Photocells 
Containing Antimony, issued December 21, 1948, 
ShoWS One Such method. 

I claim as my invention: 
1. A Vacuum-tight container containing a 

glass Support having a fluorescent material com 
pletely Submerged beneath its surface and a coat 
ing of photo-electric material on said support. 

2. A vacuum-tight container containing a glass 
Support having a layer of zinc sulphide completely 
Submerged beneath its Surface and coated with 
photo-electric material. 

3. A Vacuum-tight container enclosing an at 
InoSphere containing a substantial pressure of 
ceSium during manufacture and having a screen 
comprising a glass Support having a layer of 
fluorescent material completely submerged be 
neath its surface. 

4. A Vacuum-tight container enclosing an at 
mosphere containing a substantial pressure of 
Cesium during manufacture and having a screen 
comprising a glass Support having a layer of zinc 
Sulphide completely submerged beneath its Sul 
face. 

5. A vacuum-tight container enclosing an at 
mosphere containing a substantial pressure of 
Cesium during manufacture and having a screen 
comprising a Support consisting of 0% to 40% 
potassium oxide, 0% to 60% zinc oxide, and 100% 
to 40% boric oxide, said support having a layer 
of Zinc Sulphide Submerged within its surface. 

6. A vacuum-tight container having a screen 
comprising a support consisting of 0% to 40% 
potassium oxide, 0% to 60% zinc oxide, and 100% 
to 40% boric oxide, said support having a layer 
of Zinc Sulphide submerged within its surface. 

7. A vacuum-tight container enclosing an at 
mOSphere containing a substantial pressure of 
Cesium and having a screen comprising a support 
consisting of 0% to 40% potassium oxide, 0% to 
60% zinc oxide, and 100% to 40% boric oxide, said 
Support having a layer of zinc sulphide sub 
merged Within its Surface. 

8. A vacuum-tight container enclosing an at 
noSphere containing a substantial pressure of 
Cesiuin and having a screen comprising a glass 
Support having a layer of fluorescent material 
completely submerged beneath its surface. 

9. A vacuum-tight container enclosing an at 
mosphere containing a substantial pressure of 
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Cesium and having a screen comprising a glass 
Support having a layer of zinc sulphide Com 
pletely submerged beneath its surface. 
10. A vacuum-tight container containing a glass 

Support having a layer of zinc sulphide complete 
ly submerged beneath its surface and coated with 
Cesium. 

11. An image screen comprising a Support con 
sisting of 0% to 40% potassium oxide, 0% to 60% 
zinc oxide, and 100% to 40% boric oxide, said 
support having a layer of zinc Sulphide Sub 
merged within its Surface. 

12. An image Screen comprising a support con 
sisting of 0% to 40% potassium oxide, 0% to 60% 
zinc oxide, and 100% to 40% boric oxide, Said 
support having a layer of phosphor submerged 
beneath its Surface. 

13. A vacuum-tight container enclosing an at 
mosphere containing a Substantial pressure of 
a component which is chemically active toward 20 
phosphors and having a Screen comprising a Sup 
port consisting of 0% to 40% potassium oxide, 
0% to 60% zinc oxide, and 100% to 40% boric 
oxide, said support having a layer of at least one 
of said phosphors submerged beneath its Sur- 25 
face. 

CHARLES. W. PUTNAM. 
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