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beached kraft paper provides a construction character 
ized by many advantages. Grommets formed of this 
combination are quite inexpensive and simple to manu 
facture. Handling of the grommets in the application to 
the bags is also quite simple and the layer of polyethylene 
thereon provides an extremely effective heat seal. Fur 
thermore, the bleached kraft paper grommets provide 
a very presentable package. . . . . : : : . . v 
Thë: accö??pänying drawings illüstrate vafious forms 

which the instant invention may assume. FIGURE, 1 il 
lustrates a grommet bag 10 - which comprises a body por 
tion 12 of polyethylene and which includes a grommet 
14 disposed at one end. In this instance, the bag 10 
has been formed from a single ply sheet of polyethylene 
which has been folded over at the edge 16 and heat sealed 
at the lateral edges 18. 
FIGURE 4 illustrates a grommet bag 20 formed from 

a tubular section of polyethylene. In this bag construc 
tion, the lateral edges 22 are seamless edges while a heat 
seal is applied at 24 to close off one end of the bag. 
The grommet 26 is located adjacent this heat sealed 
end although it will be understood that it is also con 
templated that grommets can be employed adjacent the 
seamless edges of the bag. In this connection, there may 
be instances where more than one grommet can advan 
tageously be utilized. It will be noted that the outer 
periphery of the grommet 26 is non-circular and all such 
configurations are contemplated since they may be de 
sirable for practical or esthetic reasons. 
FIGURE - 5 illustrates a grommet bag 28 which also 

is formed from a tubular section of polyethylene. In 
this instance, however, the seamless edges are provided 
with a pleat 30 in order to increase the capacity of the 
bag without increasing the lateral dimensions thereof. 
As in the previous instance, the grommet 32 is applied 
adjacent the heat seal 34 at the closed end of the bag. 
The grommet 32 defines an elongated opening 33 where 
by it can be utilized in combination with similarly shaped 
rack members. The center portion 35 of the grommet 
32 permits use in combination with the more conven 
tional rod-like rack members. It will be appreciated that 
a large variety of designs for the planar grommets can 
be employed in accordance with this invention. 

It will be noted that in the respective bags described, 
the ends 36, 38 and 40 have been left open. The pack 
age manufacturer will ordinarily market the bags in this 
condition so that goods may be inserted therein prior 
to closing off the open ends. As shown in FIGURE 3 
which illustrates the bag 10, the grommeted end of the 
bag becomes the top of the bag when they are hung 
from a rack member 42. Y 
FIGURE, 2 illustrates one possible method for manu 

facturing grommeted bags of the type described. In 
this schematic illustration, a double ply sheet 44 of poly 
ethylene is deposited between upper and lower dies 46 
and 48. Grommet forming members 50 are located on 
each side of the sheets. The dies are adapted to be 
heated whereby the grommet forming members can be 
applied to the bag under heat and pressure. 
The upper die 46 is provided with a male member 52 

which is adapted to press through the grommet form 
ing members 50 and through the sheets 44 into female 
cavity 54 in a die member 48. With this arrangement, 
the openings defined by the grommet members and 
through the bag are formed simultaneously with the heat 
sealing operation. As previously noted, heat sealing of 
the edges of the sheets 44 can be carried out before, 
after or during the heat sealing of the grommet mem 
bers. 

In the practice of this invention, grommet bags have 
been formed from tubular and single ply sheets of poly 
ethylene. I 40 pound bleached kraft paper provided with 
a layer of polyethylene has been used for the grommet 
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4 
forming members and as previously noted, this combina 
tion provides highly satisfactory results. 
The present invention also º contemplates the use of 

various other materials which can be employed alone 
as the grommet forming materials or in various combina 
tion. Thus, it has been found that polyethylene coated 
metal foil or other laminated combinations having hea 
sealing characteristics, and including foil, are highly suit 
ably as grommets for polyethylerie bags. Furthermore, 
it is contemplated that combinations of various papers, 
metai foils or the like selected from the following list 
could be provided with extrusion coatings - or lamina 
tions to provide heat sealing characteristics. It is also 
contemplated that materials in the following - list pos 
sessed of heat sealing characteristics could be employed 
alone for the intended purposes. 
Cellulose acetate Natural kraft 
Cryovac Waxed paper 
Pliofilm Glassine 
Polyester Greaseproof paper 
Polypropylene Aluminum foil 
Polystyrene Cellophane 
Saran Mylar 
Vinyl Tissue 
Nylon Pouch stock 
Fluorohalocarbon Heat Seal paper 
Vegetable parchment 

As indicated above, the grommet bags of this inven 
tion and, in particular, the kraft paper-polyethylene 
grommet bag described, are characterized by many ad 
vantageous features. Lower cost in the acquisition of 
materials, in the manufacturing stages, and in equipment 
investment are among these º features. The manufacº 
turing has been found to be extremely trouble frea, 
and labor costs are accordingly materially reduced. 

In addition to the many advantages in the production 
of the bags, these bags are considered highly desirable 
from a merchandising standpoint. The grommet bags of 
this invention are entirely adequate insofar as strength 
is concerned for use on display racks. Furthermore, the 
manufacturing procedures in no way damage the poly 
ethylene body of the bags and in no way detract from 
the other advantageous features of polyethylene bags. 
The use of polyethylene bags presents a further ad 
vantage since written material can be disposed thereon 
for example as shown at 56 in FIGURE 3. The use 
of this material further adds to the attractive nature of 
these bags. 

It will be understood that various modifications may 
be made in the above described grommet bag and the 
methods for its manufacture which modifications pro 
vide the characteristics of this invention without depart 
ing from the spirit thereof particularly as defined in the 
following claims. 

That which is claimed is: 
E. A grommet bag comprising a body portion formed 

of polyethylene, said bag being closed at one end and 
along its sides and being open at its other end, a pair 
of grommets disposed inwardly , of said closed end, said 
grommets comprising opposed annular rings defining cen 
tral openings, a polyethylene coating on the inner sur 
face of each of said rings whereby the rings are heat 
sealed to said bag, each of said rings having its interior 
surface lying fiat against the exterior surface of , said 
bag with said rings being entirely out of contact with 
each other, and with the respective polyethylene portions 
of the bag underlying the rings being heat sealed to 
gether, an opening through said bag communicating with 
the openings in said annular rings, said closed end of the 
bag including said grommets comprising the top end of 
the bag after material is inserted in the bag and after 
said other end is heat sealed together. 
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2. A grommet bag comprising a body portion formed 
of a heat sealable material, said bag being closed at one 
end and along its sides and being open at its other end, 
a pair of grommets disposed inwardly of said closed end, 
said grommets comprising a pair of opposed rings de 
fining central openings and heat sealed to said bag, each 
of said rings having its interior surface lying fdat against 
the exterior surface of said bag with said rings being 
entirely out of contact with each other, and with the 
respective portions of the bag underlying the rings be 
ing heat sealed together, an opening through said bag 
communicating with the openings in said rings, said closed 
end of the bag including said grommets comprising the 
top end of the bag after material is inserted in the bag 
and after said other end is heat sealed together. 
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