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ABSTRACT 

This invention relates to methods for the stabilization, storage 
and delivery of biologically active macromolecules, such as 
proteins, peptides and nucleic acids. In particular, this inven 
tion relates to protein crystals, formulations and composi 
tions comprising them. Provided are methods and composi 
tions for encapsulating proteins, glycoproteins, enzymes, 
antibodies, hormones and peptide crystals or crystal formu 
lations into compositions for biological delivery. 
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STABILIZED PROTEIN CRYSTALS, 
FORMULATIONS CONTAINING THEMAND 

METHODS OF MAKING THEMI 

TECHNICAL FIELD OF THE INVENTION 

0001. This invention relates to methods for the stabiliza 
tion, storage and delivery of biologically active macromol 
ecules, such as proteins, peptides and nucleic acids. In par 
ticular, this invention relates to protein or nucleic acid 
crystals, formulations and compositions comprising them. 
Methods are provided for the crystallization of proteins and 
nucleic acids and for the preparation of stabilized protein or 
nucleic acid crystals for use in dry or slurry formulations. The 
crystals, crystal formulations and compositions of this inven 
tion can be reconstituted with a diluent for the parenteral 
administration of biologically active macromolecular com 
ponents. 
0002 The methods of this invention are useful for prepar 
ing crystals of “naked DNA and RNA sequences that code 
for therapeutic or immunogenic proteins and can be admin 
istered parenterally. The dissolving DNA and RNA mol 
ecules, Subsequently taken up by the cells and used to express 
the protein with the proper glycosylation pattern, can be 
either therapeutic or immunogenic. Alternatively, the present 
invention is useful for preparing crystals, crystal formulations 
and compositions of sense and antisense polynucleotides of 
RNA or DNA 

0003. The present invention is further directed to encap 
Sulating proteins, glycoproteins, enzymes, antibodies, hor 
mones and peptide crystals or crystal formulations into com 
positions for biological delivery to humans and animals. 
According to this invention, protein crystals or crystal formu 
lations are encapsulated within a matrix comprising a poly 
meric carrier to form a composition. The formulations and 
compositions enhance preservation of the native biologically 
active tertiary structure of the proteins and create a reservoir 
which can slowly release active protein where and when it is 
needed. Such polymeric carriers include biocompatible and 
biodegradable polymers. The biologically active protein is 
Subsequently released in a controlled manner over a period of 
time, as determined by the particular encapsulation tech 
nique, polymer formulation, crystal geometry, crystal Solu 
bility, crystal crosslinking and formulation conditions used. 
Methods are provided for crystallizing proteins, preparing 
stabilized formulations using pharmaceutical ingredients or 
excipients and optionally encapsulating them in a polymeric 
carrier to produce compositions and using Such protein crys 
tal formulations and compositions for biomedical applica 
tions, including delivery of therapeutic proteins and vaccines. 
Additional uses for the protein crystal formulations and com 
positions of this invention involve protein delivery in human 
food, agricultural feeds, veterinary compositions, diagnos 
tics, cosmetics and personal care compositions. 

BACKGROUND OF THE INVENTION 

0004 Proteins are used in a wide range of applications in 
the fields of pharmaceuticals, veterinary products, cosmetics 
and other consumer products, foods, feeds, diagnostics, 
industrial chemistry and decontamination. At times, such 
uses have been limited by constraints inherent in proteins 
themselves or imposed by the environment or media in which 
they are used. Such constraints may result in poor stability of 
the proteins, variability of performance or high cost. 
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0005. It is imperative that the higher order three-dimen 
sional architecture or tertiary structure of a protein be pre 
served until such time that the individual protein molecules 
are required to perform their unique function. To date, a 
limiting factor for use of proteins, particularly in therapeutic 
regimens, remains the sensitivity of protein structure to 
chemical and physical denaturation encountered during 
delivery. 
0006 Various approaches have been employed to over 
come these barriers. However, these approaches often incur 
either loss of protein activity or the additional expense of 
protein stabilizing carriers or formulations. 
0007. One approach to overcoming barriers to the wide 
spread use of proteins is crosslinked enzyme crystal 
(“CLECTM) technology N. L. St. Clair and M. A. Navia, J. 
Am. Chem. Soc., 114, pp. 4314-16 (1992). See also PCT 
patent application PCT/US91/05415. Crosslinked enzyme 
crystals retain their activity in environments that are normally 
incompatible with enzyme function. Such environments 
include prolonged exposure to proteases, organic Solvents, 
high temperature or extremes of pH. In Such environments, 
crosslinked enzyme crystals remain insoluble, stable and 
active. 
0008. Despite recent progress in protein technology gen 
erally, two problems which are discussed below continue to 
limit the use of biological macromolecules in industry and 
medicine. The first problem relates to molecular stability and 
sensitivity of higher order tertiary structures to chemical and 
physical denaturation during manufacturing and storage. 
Second, the field of biological delivery of therapeutic proteins 
requires that vehicles be provided which release native pro 
teins, such as proteins, glycoproteins, enzymes, antibodies, 
hormones, nucleic acids and peptides at a rate that is consis 
tant with the needs of the particular patient or the disease 
process. 

0009. Macromolecule Stability 
0010 Numerous factors differentiate biological macro 
molecules from conventional chemical entities, such as for 
example, their size, conformation and amphiphilic nature. 
Macromolecules are not only susceptible to chemical, but 
also physical degradation. They are sensitive to a variety of 
environmental factors, such as temperature, oxidizing agents, 
pH, freezing, shaking and shear stress Cholewinski, M., 
Luckel, B. and Horn, H., Acta Helv, 71, 405 (1996). In 
considering a macromolecule for drug development, stability 
factors must be considered when choosing a production pro 
CCSS, 

0011 Maintenance of biological activity during the devel 
opment and manufacture of pharmaceutical products depends 
on the inherent stability of the macromolecule, as well as the 
stabilization techniques employed. A range of protein stabi 
lization techniques exist; including: 
0012 a) Addition of chemical “stabilizers’ to the aqueous 
solution or suspension of protein. For example, U.S. Pat. No. 
4.297.344 discloses stabilization of coagulation factors II and 
VIII, antithrombin III and plasminogen against heat by add 
ing selected amino acids. U.S. Pat. No. 4,783,441 discloses a 
method for stabilizing proteins by adding Surface-active Sub 
stances. U.S. Pat. No. 4,812,557 discloses a method for sta 
bilizing interleukin-2 using human serum albumin. The draw 
back of Such methods is that each formulation is specific to 
the protein of interest and requires significant development 
efforts. 
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0013 b) Freeze/thaw methods in which the preparation is 
mixed with a cryoprotectant and stored at very low tempera 
tures. However, not all proteins will survive a freeze/thaw 
cycle. 
0014 c) Cold storage with cryoprotectant additive, nor 
mally glycerol. 
0015 d) Storage in the glass form, as described in U.S. Pat. 
No. 5,098,893. In this case, proteins are dissolved in water 
soluble or water-swellable substances which are in amor 
phous or glassy state. 
0016 e) The most widely used method for the stabilization 
of proteins is freeze-drying or lyophilization Carpenter, J. F., 
Pical, M.J., Chang, B. S. and Randolph, T. W., Pharm. Res., 
14:(8)969 (1997). Whenever sufficient proteinstability can 
not be achieved in aqueous solution, lyophilization provides 
the most viable alternative. One disadvantage of lyophiliza 
tion is that it requires Sophisticated processing, is time con 
Suming and expensive Carpenter, J. F., Pical, M.J., Chang, B. 
S, and Randolph, T. W., Pharm. Res., 14:(8)969 (1997) and 
literature cited therein. In addition, if lyophilization is not 
carried out carefully, most preparations are at least partially 
denatured by the freezing and dehydration steps of the tech 
nique. The result is frequently irreversible aggregation of a 
portion of protein molecules, rendering a formulation unac 
ceptable for parenteral administration. 
0017. The vast majority of protein formulations produced 
by the above-described techniques require cold storage, 
sometimes as low as -20°C. Exposure to elevated tempera 
tures during shipping or storage can result in significant activ 
ity losses. Thus, storage at elevated, or even ambient tempera 
tures, is not possible for many proteins. 
0018 Proteins, peptides and nucleic acids are increasingly 
employed in the pharmaceutical, diagnostic, food, cosmetic, 
detergent and research industries. There is a great need for 
alternative stabilization procedures, which are fast, inexpen 
sive and applicable to a broad range of biological macromol 
ecules. In particular, stabilization procedures are needed that 
do not rely on the excessive use of excipients, which can 
interfere with the functions of those biological macromol 
ecules. 
0019. The stability of small molecule crystalline drugs is 
Such that they can withstand extreme forces during the for 
mulation process (see U.S. Pat. No. 5,510,118). Forces asso 
ciated with milling nanoparticles of crystalline material of 
relatively insoluble drugs include: shear stress, turbulent 
flow, high impact collisions, cavitation and grinding. Small 
molecular crystalline compounds have been recognized as 
being much more stable toward chemical degradation than 
the corresponding amorphous solid Pical, M.J., Lukes, A. L., 
Lang, J. E. and Gaines, J. Pharm. Sci., 67, 767 (1978). 
Unfortunately, crystals of macromolecules, such as proteins 
and nucleic acids, present additional problems and difficulties 
not associated with Small molecules. 

0020 For most of this century, science and medicine have 
tried to solve the problem of providing insulin inauseful form 
to diabetics. Attempts have been made to solve some of the 
problems of stability and biological delivery of that protein. 
For example, U.S. Pat. No. 5,506.203 describes the use of 
amorphous insulin combined with an absorbtion enhancer. 
The Solid state insulin was exclusively amorphous material, 
as shown by a polarized light microscope. 
0021 Jensen et al., co-precipitated insulin with an absorb 
tion enhancer for use in respiratory tract delivery of insulin 
(See PCT patent application WO 98/42368). Here, the 
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absorbtion enhancer was described as a Surfactant. Such as a 
salt of a fatty acid or a bile salt. Insulin crystals of less than 10 
micrometers in diameter and lacking Zinc were produced by 
S. Havelund (See PCT patent application WO 98/42749). 
Similarly, crystals were also produced in the presence of 
Surfactants to enhance pulmonary administration. 
0022. To date, those of skill in the art recognize that the 
greatly enhanced stability of the crystalline state observed for 
Small molecules does not translate to biological macromol 
ecules Pical, M.J. and Rigsbee, D. R., Pharm. Res., 14:1379 
(1997). For example, aqueous Suspensions of crystalline 
insulin are only slightly more stable (to the degree of a factor 
of two) than corresponding Suspensions of amorphous phase 
Brange, J., Langkjaer, L., Havelund, S, and Volund, A., 
Pharm. Res., 9:715 (1992). In the solid state, lyophilized 
amorphous insulin is far more stable than lyophilized crys 
talline insulin under all conditions investigated Pical, M. J. 
and Rigsbee, D. R., Pharm. Res., 14:1379 (1997). 
0023. Until now, formulations of crystalline proteins have 
been available only for very Small proteins, e.g. proteins with 
molecular weights of less than 10,000 Daltons. Molecular 
weight has profound effect on all properties of macromol 
ecules, including their macromolecular volume, hydration, 
viscosity, diffusion, mobility and stability. Cantor, C. R and 
Schimmel, P. R. Biophysical Chemistry, W.H. Freeman and 
Co., New York, 1980. 

SUMMARY OF THE INVENTION 

0024. We have found, surprisingly, that biological macro 
molecules which are not stable when held in solutionatambi 
ent or elevated temperatures can nevertheless be successfully 
stored in dry form for long periods of time at Such tempera 
tures in crystalline form. As a practical matter, five aspects of 
this discovery are particularly advantageous. 
0025 First, crystallinity of stored materials is very impor 
tant, since large scale crystallization can be introduced as a 
final purification step and/or concentration step in clinical 
manufacturing processes, such as those for manufacturing 
therapeutics and vaccines. Moreover, large scale crystalliza 
tion can replace Some of the purification steps in the manu 
facturing process. For example, protein crystallization can 
streamline the production of protein formulations making it 
more affordable. 
0026 Second, macromolecular interactions which occur 
in solution are prevented or severely reduced in the crystalline 
state, due to considerable reduction of all reaction rates. Thus, 
the crystalline State is uniquely Suited to the storage of mix 
tures of biological macromolecules. 
0027. Third, solid crystalline preparations can be easily 
reconstituted to generate ready to use parenteral formulations 
having very high protein concentration. Such protein concen 
trations are considered to be particularly useful where the 
formulation is intended for Subcutaneous administration. 
(See PCT patent application WO97/04801). For subcutane 
ous administration, injection Volumes of 1.5 ml or less are 
well tolerated. Thus, for proteins that are dosed at 1 mg/kg on 
a weekly basis a protein concentration of at least 50 mg/ml is 
required and 100-200 mg/ml is preferred. These concentra 
tions are difficult to achieve in liquid formulations, due to the 
aggregation problems. They can easily be achieved in the 
crystalline formulations of this invention. 
0028. Fourth, protein crystals also constitute a particularly 
advantageous form for pharmaceutical dosage preparation. 
The crystals may be used as a basis for slow release formu 
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lations in vivo. As those of skill in the art will appreciate, 
particle size is of importance for the dissolution of crystals 
and release of activity. It is also known that the rate of release 
is more predictable if the crystals have substantially uniform 
particle size and do not contain amorphous precipitate (see 
European patent 0265214). Thus, protein crystals may be 
advantageously used (see PCT patent application WO 
96/4.0049), on implantable devices. Implant reservoirs are 
generally on the order of 25-250 ul. With this volume restric 
tion, a formulation of high concentration (greater than 10%) 
and a minimum amount of Suspension vehicle is preferred. 
Protein crystals of this invention may be easily formulated in 
non-aqueous Suspensions in Such high concentrations. 
0029. Fifth, another advantage of crystals is that certain 
variables can be manipulated to modulate the release of mac 
romolecules over time. For example, crystal size, shape, for 
mulation with excipients that effect dissolution, crosslinking, 
level of crosslinking and encapsulation into a polymer matrix 
can all be manipulated to produce delivery vehicles for bio 
logical molecules. 
0030 The present invention overcomes the above-de 
scribed obstacles by employing the most stable form of an 
active protein, the crystalline form and either (1) adding 
ingredients or excipients where necessary to stabilize dried 
crystals or (2) encapsulating the protein crystals or crystal 
formulations within a polymeric carrier to produce a compo 
sition that contains each crystal and Subsequently allows the 
release of active protein molecules. Any form of protein, 
including glycoproteins, antibodies, enzymes, hormones or 
peptides, may be crystallized and stabilized or encapsulated 
into compositions according to the methods of this invention. 
In addition, the nucleic acids coding for Such proteins may be 
similarly treated. 
0031. The crystal(s) may be encapsulated using a variety 
of polymeric carriers having unique properties suitable for 
delivery to different and specific environments or for effect 
ing specific functions. The rate of dissolution of the compo 
sitions and, therefore, delivery of the active protein can be 
modulated by varying crystal size, polymer composition, 
polymer crosslinking, crystal crosslinking, polymer thick 
ness, polymer hydrophobicity, polymer crystallinity or poly 
mer solubility. 
0032. The addition of ingredients or excipients to the crys 

tals of the present invention or the encapsulation of protein 
crystals or crystal formulations results in further stabilization 
of the protein constituent. 

BRIEF DESCRIPTION OF THE DRAWINGS 

0033 FIG. 1 depicts the relative stability of the following 
molecular states of Candida rugosa lipase: crosslinked amor 
phous, liquid, crystalline in 20% organic solvent, crosslinked 
crystalline in 20% organic solvent, crosslinked crystalline 
without organic solvent (Xlinke ppt denotes crosslinked 
precipitate). 
0034 FIG. 2 depicts the specific activity of soluble lipase 
over time at 40° C. 

0035 FIG. 3 depicts the shelf stabilities of lipase crystal 
formulations dried by method 1 at 40°C. and 75% humidity. 
0036 FIG. 4 depicts the shelf stabilities of lipase crystal 
formulations dried by method 4 at 40°C. and 75% humidity. 
0037 FIG.5 depicts lipase crystals formulated with poly 
ethylene oxide at initial time O. 

Mar. 27, 2014 

0038 FIG. 6 depicts lipase crystals formulated with poly 
ethylene oxide after incubation for 129 days at 40° C. and 
75% humidity. 
0039 FIG. 7 depicts human serum albumin crystals for 
mulated with gelatin at initial time 0. 
0040 FIG. 8 depicts human serum albumin crystals for 
mulated with gelatin after incubation for 4 days at 50° C. 
004.1 FIG.9 depicts the specific activity of soluble Peni 
cillin acylase over time at 55° C. 
0042 FIG. 10 depicts the shelf stabilities of various dried 
Penicillin acylase crystal formulations at 55° C. 
0043 FIG. 11 depicts the specific activity of soluble glu 
cose oxidase over time. 
0044 FIG. 12 depicts the shelf stabilities of various dried 
glucose oxidase crystal formulations at 50° C. 
0045 FIG. 13 depicts glucose oxidase crystals formulated 
with lactitol at initial time 0. 
0046 FIG. 14 depicts glucose oxidase crystals formulated 
with lactitol after incubation for 13 days at 50° C. 
0047 FIG. 15 depicts glucose oxidase crystals formulated 
with trehalose at initial time 0. 
0048 FIG. 16 depicts glucose oxidase crystals formulated 
with trehalose after incubation for 13 days at 50° C. 
0049 FIG. 17 depicts encapsulated crosslinked enzyme 
crystals of lipase from Candida rugosa. 
0050 FIG. 18 depicts encapsulated uncrosslinked enzyme 
crystals of lipase from Candida rugosa. 
0051 FIG. 19 depicts encapsulated crosslinked enzyme 
crystals of Penicillin acylase from Escherichia coli. 
0.052 FIG. 20 depicts encapsulated uncrosslinked enzyme 
crystals of Penicillin acylase from Escherichia coli. 
0053 FIG. 21 depicts encapsulated crosslinked enzyme 
crystals of glucose oxidase from Aspergillus niger: 
0054 FIG.22 depicts encapsulated uncrosslinked enzyme 
crystals of glucose oxidase from Aspergillus niger: 
0055 FIG. 23 depicts an encapsulated aqueous slurry of 
uncrosslinked enzyme crystals of lipase from Pseudomonas 
Cepacia. 
0056 FIG. 24 depicts uncrosslinked enzyme crystals of 
lipase from Pseudomonas cepacia. 

DETAILED DESCRIPTION OF THE INVENTION 

0057. In order that the invention herein described may be 
more fully understood, the following detailed description is 
set forth. In the description, the following terms are 
employed: 
0.058 Amorphous solid a non-crystalline solid form of 
protein, sometimes referred to as amorphous precipitate, 
which has no molecular lattice structure characteristic of the 
crystalline solid state. 
0059 Anti-sense polynucleotides RNA or DNA which 
codes for RNA, which is complementary to the mRNA of a 
gene whose expression is intended to be inhibited. 
0060 Aaueous-oraanic solvent mixture—a mixture com 
prising n'/6 organic solvent, where n is between 1 and 99 and 
m% aqueous, where m is 100-n. 
0061 Biocompatible polymers polymers that are non 
antigenic (when not used as an adjuvant), non-carcinogenic, 
non-toxic and which are not otherwise inherently incompat 
ible with living organisms. Examples include: poly (acrylic 
acid), poly (cyanoacrylates), poly(amino acids), poly (anhy 
drides), poly (depsipeptide), poly (esters) such as poly (lactic 
acid) or PLA, poly (lactic-co-glycolic acid) or PLGA, poly 
(B-hydroxybutryate), poly (caprolactone) and poly (diox 
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anone); poly (ethylene glycol), poly (hydroxypropyl)meth 
acrylamide, poly (organo)phosphaZene, poly (ortho esters), 
poly (vinyl alcohol), poly (vinylpyrrolidone), maleic anhy 
dride-alkyl vinyl ether copolymers, pluronic polyols, albu 
min, alginate, cellulose and cellulose derivatives, collagen, 
fibrin, gelatin, hyaluronic acid, oligosaccarides, glycami 
noglycans, Sulfated polysaccarides, blends and copolymers 
thereof. 
0062 Biodegradable polymers polymers that degrade 
by hydrolysis or solubilization. Degradation can be heterog 
enous—occurring primarily at the particle Surface, or homog 
enous—degrading evenly throughout the polymer matrix, or 
a combination of Such processes. 
0063 Biological macromolecule biological polymers 
such as proteins, deoxyribonucleic acids (DMA) and ribo 
nucleic acids (RNA). For the purposes of this application, 
biological macromolecules are also referred to as macromol 
ecules. 
0.064 Change in chemical composition—any change in 
the chemical components of the environment Surrounding a 
protein or nucleic acid crystal or crystal formulation that 
affects the stability or rate of dissolution of the crystal com 
ponent. 
0065 Change in shear force—any change in factors of the 
environment Surrounding a protein or nucleic acid crystal or 
crystal formulation under conditions of use. Such as, changes 
in mechanical pressure, both positive and negative, revolution 
stirring, centrifugation, tumbling, mechanical agitation and 
filtration pumping. 
0066 Composition—either uncrosslinked protein crys 

tals, crosslinked protein crystals, nucleic acid crystals or for 
mulations containing them, which have been encapsulated 
within a polymeric carrier to form coated particles. As used 
herein, composition always refer to encapsulated crystals or 
formulations. 
0067 Controlled dissolution—dissolution of a protein or 
nucleic acid crystal or crystal formulation or release of the 
crystalline constituent of said formulation that is controlled 
by a factor selected from the group consisting of the follow 
ing: the Surface area of said crystal; the size of said crystal; the 
shape of said crystal, the concentration of excipient compo 
nent; the number and nature of excipient components; the 
molecular weight of the excipient components and combina 
tions thereof. 
0068 Co-Polymer—a polymer made with more than one 
monomer species. 
0069 Crystal—one form of the solid state of matter, 
which is distinct from a second form—the amorphous Solid 
state. Crystals display characteristic features including a lat 
tice structure, characteristic shapes and optical properties 
Such as refractive index. A crystal consists of atoms arranged 
inapattern that repeats periodically in three dimensions (C.S. 
Barrett, Structure of Metals, 2nd ed., McGraw-Hill, New 
York, 1952, p. 1). The crystals of the present invention may be 
protein, glycoprotein, peptide, antibodies, therapeutic pro 
teins, or DNA or RNA coding for such proteins. 
0070 Drying of Protein or Nucleic Acid Crystals re 
moval of water, organic solvent or liquid polymer by means 
including drying with N air or inert gases, vacuum oven 
drying, lyophilization, washing with a volatile organic Sol 
vent followed by evaporation of the solvent, or evaporation in 
a fume hood. Typically, drying is achieved when the crystals 
become a free flowing powder. Drying may be carried out by 
passing a stream of gas over wet crystals. The gas may be 
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selected from the group consisting of nitrogen, argon, 
helium, carbon dioxide, air or combinations thereof. 
0071. Effective amount—an amount of a protein or 
nucleic acid crystal or crystal formulation or composition of 
this invention which is effective to treat, immunize, boost, 
protect, repair or detoxify the subject or area to which it is 
administered over some period of time. 
0072 Emulsifier—a surface active agent which reduces 
interfacial tension between polymer coated protein crystals 
and a solution. 
0073 Formulations or (Protein or nucleic acid crystal for 
mulations)—a combination of the protein or nucleic acid 
crystals of this invention and one or more ingredients or 
excipients, including Sugars and biocompatible polymers. 
Examples of excipients are described in the Handbook of 
Pharmaceutical Excipients, published jointly by the Ameri 
can Pharmaceutical Association and the Pharmaceutical 
Society of Great Britian. For the purposes of this application, 
“formulations include “crystal formulations”. Furthermore, 
“formulations include “protein or nucleic acid crystal for 
mulations'. 
0074 Formulations for decontamination formulations 
selected from the group consisting of formulations for 
decontamination of chemical wastes, herbicides, insecti 
cides, pesticides and environmental hazards. 
0075 Gene therapy—therapy using formulations and/or 
compositions of DNA coding for a protein which is defective, 
missing, or insufficiently expressed in an individual. The 
crystals are injected into non-proliferating tissue where the 
DNA is taken up into the cells and expressed for a period of 
one to six months. 
0076. The expressed protein serves to temporarily replace 
or Supplement the endogenous protein. Genetherapy can also 
serve to inhibit gene expression by providing transgenes with 
the gene orientation reversed relative to the promoter so that 
antisense mRNA is produced in vivo. 
0077. Glycoprotein a protein or peptide covalently 
linked to a carbohydrate. The carbohydrate may be mono 
meric or composed of oligosaccharides. 
0078 Homo-polymer—a polymer made with a single 
monomer species. 
0079 Immunotheraneutic—a protein derived from a 
tumor cell, virus or bacteria having a proteinactivity of induc 
ing protective immunity to said tumor cell, virus, or bacteria. 
An immunotherapeutic may be administered directly—as a 
protein or indirectly—by injecting DNA or RNA which codes 
for the protein. 
0080. Immunotherapeutics may also be protein or glyco 
protein cytokines or immune cell co-stimulatory molecules 
which stimulate the immune system to reduce or eliminate 
said tumor cell, virus or bacteria. 
I0081 Liquid polymer pure liquid phase synthetic poly 
mers, such as poly-ethylene glycol (PEG), in the absence of 
aqueous or organic solvents. 
0082 Macromolecules proteins, glycoproteins, pep 
tides, therapeutic proteins, DNA or RNA molecules. 
I0083 Method of Administration protein or nucleic acid 
crystals or crystal formulations or compositions may be 
appropriate for a variety of modes of administration. These 
may include oral, parenteral, Subcutaneous, intravenous, pull 
monary, intralesional, or topical administration. Alterna 
tively, nucleic acid crystals may be covalently attached to 
gold particles, or other carrier beads, for delivery to non 
proliferating tissues such as muscles with a “DNA gun'. 
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0084 Naked DNA a nonreplicating, nonintegrating 
polynucleotide which codes for a vaccine antigen, therapeutic 
protein, or immunotherapeutic protein, which may be opera 
tively linked to a promoter and inserted into a replication 
competent plasmid. The DNA is free from association with 
transfection facilitating proteins, viral particles, liposomal 
formulations, lipids and calcium phosphate precipitating 
agents. 
I0085 Naked DNA vaccine-crystals of DNA coding for a 
vaccine antigen or a vaccine antigen and an immunotherapeu 
tic. The vaccine is injected into non-proliferating tissue where 
the DNA is taken up into the cells and expressed for a period 
of one to six months. The nucleic acid crystals may be 
covalently linked to gold particles to aid in delivery to the site 
of administration. 

I0086 Organic solvents—any solvent of non-aqueous ori 
gin, including liquid polymers and mixtures thereof. Organic 
Solvents suitable for the present invention include: acetone, 
methyl alcohol, methyl isobutyl ketone, chloroform, 1-pro 
panol, isopropanol, 2-propanol, acetonitrile, 1-butanol, 2-bu 
tanol, ethyl alcohol, cyclohexane, dioxane, ethyl acetate, 
dimethylformamide, dichloroethane, hexane, isooctane, 
methylene chloride, tert-butyl alcohol, toluene, carbon tetra 
chloride, or combinations thereof. 
0087 Peptide—a polypeptide of small to intermediate 
molecular weight, usually 3 to 35' amino acid residues and 
frequently but not necessarily representing a fragment of a 
larger protein. 
0088 Pharmaceutically effective amount—an amount of 
a protein or nucleic acid crystal or crystal formulation or 
composition which is effective to treat a condition in an living 
organism to whom it is administered over some period of 
time. 

0089 Ingredients—any excipient or excipients, including 
pharmaceutical ingredients or excipients. 
0090 Excipients include, for example, the following: 

Acidifying Agents 

0091 acetic acid, glacial acetic acid, citric acid, fumaric 
acid, hydrochloric acid, diluted hydrochloric acid, malic acid, 
nitric acid, phosphoric acid, diluted phosphoric acid, Sulfuric 
acid, tartaric acid 

Aerosol Propellants 

0092 butane, dichlorodifluoromethane, dichlorotet 
rafluoroethane, isobutane, propane, trichloromonofluo 
romethane 

Air Displacements 

0093 
Alcohol Denaturants denatonium benzoate, methyl isobutyl 
ketone, Sucrose octacetate 

carbon dioxide, nitrogen 

Alkalizing Agents 

0094 strong ammonia Solution, ammonium carbonate, 
diethanolamine, diisopropanolamines potassium hydroxide, 
Sodium bicarbonate, Sodium borate, sodium carbonate, 
Sodium hydroxide, trolamine 
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Anticaking Agents (See Glidant) 

Antifoaming Agents 

0095 dimethicone, simethicone 

Antimicrobial Preservatives 

0096 benzalkonium chloride, benzalkonium chloride 
Solution, benzelthonium chloride, benzoic acid, benzyl alco 
hol, butylparaben, cetylpyridinium chloride, chlorobutanol, 
chlorocresol, cresol, dehydroacetic acid, ethylparaben, meth 
ylparaben, methylparaben Sodium, phenol, phenylethyl alco 
hol. phenylmercuric acetate, phenylmercuric nitrate, potas 
sium benzoate, potassium Sorbate, propylparaben, 
propylparaben Sodium, Sodium benzoate, sodium dehydroac 
etate, sodium propionate, Sorbic acid, thimerosal, thymol 

Antioxidants 

0097 ascorbic acid, acorbyl palmitate, butylated 
hydroxyanisole, butylated hydroxytoluene, hypophospho 
rous acid, monothioglycerol, propyl gallate, sodium formal 
dehyde sulfoxylate, sodium metabisulfite, sodium thiosul 
fate, Sulfur dioxide, tocopherol, tocopherols excipient 

Buffering Agents 

0.098 acetic acid, ammonium carbonate, ammonium 
phosphate, boric acid, citric acid, lactic acid, phosphoric acid, 
potassium citrate, potassium metaphosphate, potassium 
phosphate monobasic, sodium acetate, sodium citrate, 
Sodium lactate solution, dibasic sodium phosphate, monoba 
sic sodium phosphate 

Capsule Lubricants (See Tablet and Capsule Lubricant) 

Chelating Agents 
0099 edetate disodium, ethylenediaminetetraacetic acid 
and salts, edetic acid 

Coating Agents 
0100 sodium carboxymethylcellulose, cellulose acetate, 
cellulose acetate phthalate, ethylcellulose, gelatin, pharma 
ceutical glaze, hydroxypropyl cellulose, hydroxypropyl 
methylcellulose, hydroxypropyl methylcellulose phthalate, 
methacrylic acid copolymer, methylcellulose, polyethylene 
glycol, polyvinyl acetate phthalate, shellac, Sucrose, titanium 
dioxide, carnauba wax, microcystalline wax, Zein 

Colors 

0101 caramel, red, yellow, black or blends, ferric oxide 

Complexing Agents 
0102) ethylenediaminetetraacetic acid and salts (EDTA), 
edetic acid, gentisic acid ethanolmaide, oxyquinoline Sulfate 

Desiccants 

(0103 calcium chloride, calcium sulfate, silicon dioxide 
Emulsifying and/or Solubilizing Agents 
0104 acacia, cholesterol, diethanolamine (adjunct), glyc 
eryl monostearate, lanolin alcohols, lecithin, mono- and di 
glycerides, monoethanolamine (adjunct), oleic acid (ad 
junct), oleyl alcohol (Stabilizer), poloxamer, polyoxyethylene 
50 stearate, polyoxyl 35 caster oil, polyoxyl 40 hydrogenated 
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castor oil, polyoxyl 10 oleyl ether, polyoxyl 20 cetostearyl 
ether, polyoxyl 40 stearate, polysorbate 20, polysorbate 40, 
polysorbate 60, polysorbate 80, propylene glycol diacetate, 
propylene glycol monoStearate, sodium lauryl Sulfate, 
Sodium Stearate, Sorbitan monolaurate, Soritan monooleate, 
Sorbitan monopalmitate, Sorbitan monostearate, Stearic acid, 
trolamine, emulsifying wax 

Filtering Aids 
0105 powdered cellulose, purified siliceous earth 

Flavors and Perfumes 

0106 anethole, benzaldehyde, ethyl vanillin, menthol, 
methyl salicylate, monosodium glutamate, orange flower oil, 
peppermint, peppermint oil, peppermint spirit, rose oil, stron 
ger rose water, thymol, tolu balsam tincture, Vanilla, Vanilla 
tincture, Vanillin 
Glidant and/or Anticaking Agents 
0107 calcium silicate, magnesium silicate, colloidal sili 
con dioxide, talc 

Humectants 

0108 
tol 

glycerin, hexylene glycol, propylene glycol, Sorbi 

Ointment Bases 

0109 lanolin, anhydrous lanolin, hydrophilic ointment, 
white ointment, yellow ointment, polyethylene glycol oint 
ment, petrolatum, hydrophilic petrolatum, white petrolatum, 
rose water ointment, squalane 

Plasticizers 

0110 castor oil, diacetylated monoglycerides, diethyl 
phthalate, glycerin, mono- and di-acetylated monoglycer 
ides, polyethylene glycol, propylene glycol, triacetin, triethyl 
citrate 

Polymer Membranes 
0111 cellulose acetate 

Solvents 

0112 acetone, alcohol, diluted alcohol, amylene hydrate, 
benzyl benzoate, butyl alcohol, carbon tetrachloride, chloro 
form, corn oil, cottonseed oil, ethyl acetate, glycerin, hexy 
lene glycol, isopropyl alcohol, methyl alcohol, methylene 
chloride, methyl isobutyl ketone, mineral oil, peanut oil, 
polyethylene glycol, propylene carbonate, propylene glycol, 
sesame oil, water for injection, sterile water for injection, 
sterile water for irrigation, purified water 

Sorbents 

0113 
earth 

powdered cellulose, charcoal, purified siliceous 

Carbon Dioxide Sorbents 

0114 barium hydroxide lime, soda lime 

Stiffening Agents 
0115 hydrogenated castor oil, cetostearyl alcohol, cetyl 
alcohol, cetyl esters wax, hard fat, paraffin, polyethylene 
excipient, Stearyl alcohol, emulsifying wax, white wax, yel 
low wax 
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Suppository Bases 
0116 cocoa butter, hard fat, polyethylene glycol 
Suspending and/or Viscosity-Increasing Agents 
0117 acacia, agar, alginic acid, aluminum monostearate, 
bentonite, purified bentonite, magma bentonite, carbomer 
934p, carboxymethylcellulose calcium, carboxymethylcellu 
lose Sodium, carboxymethycellulose Sodium 12, carrag 
eenan, microcrystalline and carboxymethylcellulose sodium 
cellulose, dextrin, gelatin, guar gum, hydroxyethyl cellulose, 
hydroxypropyl cellulose, hydroxypropyl methylcellulose, 
magnesium aluminum silicate, methylcellulose, pectin, poly 
ethylene oxide, polyvinyl alcohol, povidone, propylene gly 
colalginate, silicon dioxide, colloidal silicon dioxide, sodium 
alginate, tragacanth, Xanthan gum 

Sweetening Agents 
0118 aspartame, dextrates, dextrose, excipient dextrose, 
fructose, mannitol, saccharin, calcium saccharin, Sodium sac 
charin, Sorbitol, Solution Sorbitol. Sucrose, compressible 
Sugar, confectioner's Sugar, syrup 

Tablet Binders 

0119 acacia, alginic acid, Sodium 
I0120 carboxymethylcellulose, microcrystalline cellu 
lose, dextrin, ethylcellulose, gelatin, liquid glucose, guar 
gum, hydroxypropyl methylcellulose, methycellulose, poly 
ethylene oxide, povidone, pregelatinized Starch, syrup 
Tablet and/or Capsule Diluents 
0121 calcium carbonate, dibasic calcium phosphate, 
tribasic calcium phosphate, calcium Sulfate, microcrystalline 
cellulose, powdered cellulose, dextrates, dextrin, dextrose 
excipient, fructose, kaolin, lactose, mannitol, Sorbitol, starch, 
pregelatinized starch, Sucrose, compressible Sugar, confec 
tioner's Sugar 

Table Disintegrants 
0.122 alginic acid, microcrystalline cellulose, croScarmel 
lose Sodium, corspoVidone, polacrilin potassium, Sodium 
starch glycolate, starch, pregelatinized starch 
Tablet and/or Capsule Lubricants 
0123 calcium Stearate, glyceryl behenate, magnesium 
Stearate, light mineral oil, polyethylene glycol, Sodium 
Stearyl fumarate, Stearic acid, purified Stearic acid, talc, 
hydrogenated vegetable oil, Zinc Stearate 

Tonicity Agent 

0.124 dextrose, glycerin, mannitol, potassium chloride, 
sodium chloride 
Vehicle: Flavored and/or Sweetened 
0.125 aromatic elixir, compound benzaldehyde elixir, iso 
alcoholic elixir, peppermint water, Sorbitol Solution, syrup, 
tolu balsam syrup 

Vehicle: Oleaginous 

0.126 almond oil, corn oil, cottonseed oil, ethyl oleate, 
isopropyl myristate, isopropyl palmitate, mineral oil, light 
mineral oil, myristyl alcohol, octyldodecanol, olive oil, pea 
nut oil, persic oil, seame oil, soybean oil, squalane 

Vehicle: Solid Carrier 

I0127 sugar spheres 
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Vehicle: Sterile 

0128 Bacteriostatic water for injection, bacteriostatic 
Sodium chloride injection 

Viscosity-Increasing (See Suspending Agent) 

Water Repelling Agent 

0129 cyclomethicone, dimethicone, simethicone 
Wetting and/or Solubilizing Agent 
0130 benzalkonium chloride, benzethonium chloride, 
cetylpyridinium chloride, docusate sodium, nonoxynol 9, 
nonoxynol 10, octoxynol 9, poloxamer, polyoxyl 35 castor 
oil, polyoxyl 40, hydrogenated castor oil, polyoxyl 50 Stear 
ate, polyoxyl 10 oleyl ether, polyoxyl 20, cetostearyl ether, 
polyoxyl 40 stearate, polysorbate 20, polysorbate 40, 
polysorbate 60, polysorbate 80, sodium lauryl sulfate, sorbi 
tan monolaureate, Sorbitan monooleate, Sorbitan monopalmi 
tate, Sorbitan monostearate, tyloxapol 
0131 Preferred ingredients or excipients include: Salts of 
1) amino acids Such as glycine, arginine, aspartic acid, 
glutamic acid, lysine, asparagine, glutamine, proline, 2) car 
bohydrates, e.g. monosaccharides such as glucose, fructose, 
galactose, Mannose, arabinose, Xylose, ribose and 3) disac 
charides, such as lactose, trehalose, maltose, Sucrose and 4) 
polysaccharides, such as maltodextrins, dextrans, starch, gly 
cogen and 5) alditols. Such as mannitol. Xylitol, lactitol, Sor 
bitol 6) glucuronic acid, galacturonic acid, 7) cyclodextrins, 
such as methyl cyclodextrin, hydroxypropyl-3-cyclodextrin 
and alike 8) inorganic salts, such as sodium chloride, potas 
sium chloride, magnesium chloride, phosphates of sodium 
and potassium, boric acid ammonium carbonate and ammo 
nium phosphate, and 9) organic salts, such as acetates, citrate, 
ascorbate, lactate 10) emulsifying or solubilizing agents like 
acacia, diethanolamine, glyceryl monostearate, lecithin, 
monoethanolamine, oleic acid, oleyl alcohol, poloxamer, 
polysorbates, sodium lauryl Sulfate, Stearic acid, Sorbitan 
monolaurate, Sorbitan monostearate, and other Sorbitan 
derivatives, polyoxyl derivatives, wax, polyoxyethylene 
derivatives, Sorbitan derivatives 11) viscosity increasing 
reagents like, agar, alginic acid and its salts, guar gum, pectin, 
polyvinyl alcohol, polyethylene oxide, cellulose and its 
derivatives propylene carbonate, polyethylene glycol, hexy 
lene glycol, tyloxapol. A further preferred group of excipients 
or ingredients includes Sucrose, trehalose, lactose, Sorbitol, 
lactitol, inositol, salts of Sodium and potassium Such as 
acetate, phosphates, citrates, borate, glycine, arginine, poly 
ethylene oxide, polyvinyl alcohol, polyethylene glycol, hexy 
lene glycol, methoxy polyethylene glycol, gelatin, hydrox 
ypropyl-3-cyclodextrin. 
0132 Polymer—a large molecule built up by the repeti 
tion of small, simple chemical units. The repeating units may 
be linear or branched to form interconnected networks. The 
repeat unit is usually equivalent or nearly equivalent to the 
OOC. 

0.133 Polymeric carriers polymers used for encapsula 
tion of protein crystals for delivery of proteins, including 
biological delivery. Such polymers include biocompatible 
and biodegradable polymers. The polymeric carrier may be a 
single polymer type or it may be composed of a mixture of 
polymer types. Polymers useful as the polymeric carrier, 
include for example, poly (acrylic acid), poly (cyanoacry 
lates), poly(amino acids), poly (anhydrides), poly (depsipep 
tide), poly (esters) such as poly (lactic acid) or PLA, poly 
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(lactic-co-glycolic acid) or PLGA, poly (B-hydroxybutry 
ate), poly (caprolactone) and poly (dioxanone); poly (ethyl 
ene glycol), poly (hydroxypropyl)methacrylamide, poly 
(organo)phosphaZene, poly (ortho esters), poly (vinyl alco 
hol), poly (vinylpyrrolidone), maleic anhydride-alkyl vinyl 
ether copolymers, pluronic polyols, albumin, natural and Syn 
thetic polypeptides, alginate, cellulose and cellulose deriva 
tives, collagen, fibrin, gelatin, hyaluronic acid, oligosaccha 
rides, glycaminoglycans, Sulfated polysaccharides, or any 
conventional material that will encapsulate protein crystals. 
0.134 Protein a complex high polymer containing car 
bon, hydrogen, oxygen, nitrogen and usually Sulfur and com 
posed of chains of amino acids connected by peptide link 
ages. Proteins in this application refer to glycoproteins, 
antibodies, non-enzyme proteins, enzymes, hormones and 
peptides. The molecular weight range for proteins includes 
peptides of 1000 Daltons to glycoproteins of 600 to 1000 
kiloDaltons. Small proteins, less than 10,000 Daltons, may be 
too small to be characterized by a highly organized tertiary 
structure, wherein said tertiary structure is organized around 
a hydrophobic core. 
I0135) In one embodiment of this invention, such proteins 
have a molecular weight of greater than or equal to 10,000 
Daltons. According to an alternate embodiment, that molecu 
lar weight is greater than or equal to 20,000 Daltons. Accord 
ing to another alternate embodiment, that molecular weight is 
greater than or equal to 30,000 Daltons. According to a further 
alternate embodiment, that molecular weight is greater than 
or equal to 40,000 Daltons. According to another alternate 
embodiment, that molecular weight is greater than or equal to 
50,000 Daltons. 
0.136 Protein activity—an activity selected from the 
group consisting of binding, catalysis, signaling, transport, or 
other activities which induce a functional response within the 
environment in which the protein is used, such as induction of 
immune response, enzymatic activity, or combinations 
thereof. 
0.137 Proteinactivity release rate the quantity of protein 
dissolved per unit time. 
0.138 Protein crystal protein molecules arranged in a 
crystal lattice. Protein crystals contain a pattern of specific 
protein-protein interactions that are repeated periodically in 
three dimensions. The protein crystals of this invention do not 
include amorphous solid forms or precipitates of proteins, 
Such as those obtained by lyophilizing a protein solution. 
0.139 Protein crystal formulation—a combination of pro 
tein crystals encapsulated within a polymeric carrier to form 
coated particles. The coated particles of the protein crystal 
formulation may have a spherical morphology and be micro 
spheres of up to 500 micro meters in diameter or they may 
have some other morphology and be microparticulates. For 
the purposes of this application, “protein crystal formula 
tions” are included in the term “compositions”. 
0140 Protein delivery system—one or more of a protein 
crystal formulation or composition, a process for making the 
formulation or a method of administering the formulation to 
biological entities or means therefor. 
0141 Protein loading the protein content of micro 
spheres, as calculated as a percentage by weight of protein 
relative to the weight of the dry formulation. A typical range 
of protein loading is from 1-80%. 
0.142 Protein release the release of active protein from a 
polymeric carrier, as controlled by one or more of the follow 
ing factors: (1) degradation of the polymer matrix; (2) rate of 
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crystal dissolution within the polymer matrix; (3) diffusion of 
dissolved protein through the polymer matrix; (4) protein 
loading; and (5) diffusion of biological medium into the pro 
tein crystal/polymer matrix. 
0143 Prophylactically effective amount—an amount of a 
protein or nucleic acid crystal or crystal formulation or com 
position which is effective to prevent a condition in a living 
organism to whom it is administered over some period of 
time. 
0144. Reconstitution dissolution of protein or nucleic 
acid crystals or crystal formulations or compositions in an 
appropriate buffer or pharmaceutical formulation. 
0145 Shelf stability—the loss of specific activity and/or 
changes in secondary structure from the native protein over 
time incubated under specified conditions. 
0146 Stability—the loss of specific activity and/or 
changes in secondary structure from the native protein over 
time while in Solution under specified conditions. 
0147 Stabilization the process of preventing the loss of 
specific activity and/or changes in secondary structure from 
the native proteins, by preparing formulations of protein crys 
tals or DNA crystals or RNA crystals with excipients or 
ingredients. 
0148. Therapeutic protein a protein as described above, 
which is administered to a living organism in a formulation or 
composition or a pharmaceutical formulation or composition. 
Therapeutic proteins include all of the protein types described 
herein. 
0149 Vaccine antigen a protein derived from a patho 
genic agent Such as a virus, parasite, bacteria or tumor cell. 
The protein activity of such vaccine antigens is the induction 
of protective immune responses specific for a pathogenic 
agent or tumor. 
0150. Crystallinity 
0151 Crystallinity of macromolecules is of great value for 
their storage and delivery in vivo. However, few techniques 
exist for the preparation of large quantities of such crystalline 
macromolecules which are stable outside of the mother 
liquor. Crystals of proteins and nucleic acids must be handled 
with considerable care, since they are extremely fragile and 
contain a high proportion of solvent. It is well known in X-ray 
crystallography that the diffraction patterns from macromo 
lecular crystals quickly degenerate upon dehydration in air. 
Normally, a crystal is carefully separated from its mother 
liquor and inserted into a capillary tube. The tube is sealeu 
from the air using dental wax or silicone grease, along with a 
Small amount of mother liquor inside to maintain hydration 
McPherson, A., Preparation and Analysis of Protein Crys 

tals, Robert E. Krieger Publishing, Malabar, p. 214 (1989). 
Another technique is to collect data from macromolecular 
crystals at cryogenic temperatures. The crystals are prepared 
and then rapidly cooled to preventice lattice formation in the 
aqueous medium. Instead of ice, a rigid glass forms, encasing 
the crystal with little damage. Crystals are then maintained at 
100° K to prevent crystal disintegrations Rodgers, D. W., in 
Methods in Enzymology (Eds. Carter, C. W. and Sweet, R. 
M.) Academic Press, v. 276, p. 183 (1997). While this tech 
nique allows one to maintain crystals outside of their mother 
liquor, it cannot be used attemperatures higher than 100°K. 
0152. In principle, dried crystals can be prepared by lyo 
philization. However, this technique involves rapid cooling of 
the material and can be applied only to freeze stable products. 
The aqueous solution is first frozen to between -40 and -50° 
C. Then, the ice is removed under vacuum. Ice formation is 
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usually destructive to the protein crystal lattice, yielding a 
mixture of crystals and amorphous precipitate. 
0153. It is desirable to produce macromolecules, in the 
crystalline state, that are pure and stable under storage con 
ditions at ambient temperatures. Such crystals constitute a 
particularly advantageous form of proteins or nucleic acids 
for dosage preparations of therapeutics and vaccines. The 
present invention provides formulations and compositions for 
storage of crystalline macromolecules as either Solid particles 
or dispersed in a non-aqueous solvent. Furthermore, the 
invention may be applied to the storage of a single biological 
macromolecule or a mixture of macromolecules that do not 
interact with each other. 
0154) In another embodiment, this invention provides a 
method for rendering biological macromolecules Suitable for 
storage in Suspensions comprising replacing the mother 
liquor with a non-aqueous solvent. In yet another embodi 
ment, the crystalline slurry can be rendered solid by spinning 
out the first solvent and washing the remaining crystalline 
Solid using a second organic solvent to remove water, fol 
lowed by evaporation of the non-aqueous solvent. 
0.155. Non-aqueous slurries of crystalline therapeutic pro 
teins are especially useful for subcutaneous delivery, while 
Solid formulations are ideally Suited for pulmonary adminis 
tration. Pulmonary delivery is particularly useful for biologi 
cal macromolecules which are difficult to deliver by other 
routes of administration. (See, for example, PCT patent appli 
cations WO 96/32152, WO95/241.83 and WO 97/41833). 
0156 The proteins referred to below include protein crys 

tals themselves, or nucleic acid crystals comprising DNA or 
RNA which encode those proteins upon cellular uptake. 
0157. This invention advantageously provides composi 
tions and formulations of crystals of proteins or nucleic acids. 
0158 Stability of Encapsulated Crystals 
0159. Those of skill in the art will appreciate that protein 
stability is one of the most important obstacles to Successful 
formulation of polymer microparticulate delivery systems 
that control the release of proteins. The stability of proteins 
encapsulated in polymeric carriers may be challenged at three 
separate stages: manufacture of the protein crystal composi 
tion, protein release from the resulting composition and in 
vivo stability after the protein release. During preparation of 
microparticles or microspheres containing soluble or amor 
phous proteins, the use of organic solvents and lyophilization 
are especially detrimental to protein stability. Subsequently, 
released proteins are susceptible to moisture-induced aggre 
gation, thus resulting in permanent inactivation. 
0160. In order to achieve high protein stability during 
preparation of proteinformulations and compositions accord 
ing to the present invention, it is necessary to restrict the 
mobility of individual protein molecules—a result best 
achieved in the crystalline solid state. For the purpose of this 
application, Solid state may be divided into two categories: 
amorphous and crystalline. The three-dimensional long 
range order that normally exists in a crystalline material does 
not exist in the amorphous state. Furthermore, the position of 
molecules relative to one another is more random in the 
amorphous or liquid States, relative to the highly ordered 
crystalline state. Thus, amorphous proteins may be less stable 
than their crystalline counterparts. 
0.161 FIG. 1 depicts the relative stability of the following 
molecular states of Candida rugosa lipase (“CRL): 
crosslinked amorphous, liquid, crystalline in 20% organic 
Solvent, crosslinked crystalline in 20% organic solvent, 
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crosslinked crystalline without organic solvent. FIG. 1 shows 
that crystalline CRL retains 80% activity for more than 175 
hours in 20% organic solvent. In contrast, both amorphous 
and soluble forms of the enzyme are completely inactivated 
within hours. The present invention advantageously utilizes 
the crystalline forms of proteins because of their superior 
stability characteristics. 
0162 Maintaining Crystallinity 
0163. In order to use protein crystals as the protein source 
for preparing protein formulations and compositions accord 
ing to the present invention, the problem of protein crystal 
dissolution outside the crystallization solution (“mother 
liquor) had to be overcome. In order to maintain protein 
crystallinity and hence stability, in the production of the pro 
tein crystal formulations and compositions of this invention, 
several approaches may be used: 
0164 1. Crystals remain in the mother liquor in the course 
of producing protein crystals encapsulated with polymeric 
carriers. Many compounds used in protein crystallization, 
Such as salts, PEG and organic solvents, are compatible 
with polymer processing conditions. 

0.165 2. Kinetics of dissolution. The rate of crystal disso 
lution outside the mother liquor depends on conditions, 
Such as pH, temperature, presence of metal ions, such as 
Zn, Cu and Ca and concentration of precipitants. By vary 
ing these conditions, one can slow down the dissolution of 
crystals for several hours. At the same time, the process of 
microparticulate formation is very fast and normally takes 
seconds to minutes to complete. 

0166 3. Dried protein crystals. The mother liquor can be 
removed by filtration and the remaining crystalline paste 
can be dried by air, under vacuum, by washing with water 
miscible organic solvents and/or by lyophilization. 

0167 4. Protein crystals can be chemically crosslinked to 
form non-dissolvable or slowly dissolvable crystals. 

0168 5. The crystal size and shape can be manipulated and 
controlled in the course of crystallization. Thus, a range of 
crystal morphologies, each having different dissolution 
kinetics and Subsequently different Sustained release pro 
files compared to amorphous proteins, is available. 

(0169 Protein Constituents 
0170 The protein constituents of the formulations and 
compositions of this invention may be those which are natu 
rally or synthetically modified. They may be glycoproteins, 
phosphoproteins, Sulphoproteins, iodoproteins, methylated 
proteins, unmodified proteins or contain other modifications. 
Such protein constituents may be any protein, including, for 
example, therapeutic proteins, prophylactic proteins, includ 
ing antibodies, cleaning agent proteins, including detergent 
proteins, personal care proteins, including cosmetic proteins, 
Veterinary proteins, food proteins, feed proteins, diagnostic 
proteins and decontamination proteins. 
0171 In one embodiment of this invention, such proteins 
have a molecular weight of greater than or equal to 10,000 
Daltons. According to an alternate embodiment, that molecu 
lar weight is greater than or equal to 20,000 Daltons. Accord 
ing to another alternate embodiment, that molecular weight is 
greater than or equal to 30,000 Daltons. According to a further 
alternate embodiment, that molecular weight is greater than 
or equal to 40,000 Daltons. According to another alternate 
embodiment, that molecular weight is greater than or equal to 
50,000 Daltons. 
0172 Included among Such proteins are enzymes, such as, 
for example, hydrolases, isomerases, lyases, ligases, adeny 
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late cyclases, transferases and oxidoreductases. Examples of 
hydrolases include elastase, esterase, lipase, nitrilase, amy 
lase, pectinase, hydantoinase, asparaginase, urease, Subtili 
sin, thermolysin and other proteases and lysozyme. Examples 
of lyases include aldolases and hydroxynitrile lyase. 
Examples of oxidoreductases include peroxidase, laccase, 
glucose oxidase, alcohol dehydrogenase and other dehydro 
genases. Other enzymes include cellulases and oxidases. 
0173 Examples of therapeutic or prophylactic proteins 
include hormones such as insulin, glucogon-like peptide 1 
and parathyroid hormone, antibodies, inhibitors, growth fac 
tors, postridical hormones, nerve growth hormones, blood 
clotting factors, adhesion molecules, bone morphogenic pro 
teins and lectins trophic factors, cytokines such as TGF-B, 
IL-2, IL-4, C-IFN, B-IFN, y-IFN, TNF, IL-6, IL-8, lympho 
toxin, IL-5, Migration inhibition factor, GMCSF, IL-7, IL-3, 
monocyte-macrophage colony stimulating factors, granulo 
cyte colony Stimulating factors, multidrug resistance pro 
teins, other lymphokines, toxoids, erythropoietin, Factor 
VIII, amylin, TPA, dornase-O, C-1-antitripsin, human growth 
hormones, nerve growth hormones, bone morphogenic pro 
teins, urease, toxoids, fertility hormones, FSH and LSH. 
0.174. Therapeutic proteins, such as the following, are also 
included: 
(0175 leukocyte markers, such as CD2, CD3, CD4, CD5, 
CD6, CD7, CD8, CD11a, CD11b, CD11c, CD13, CD14, 
CD18, CD19, CE20, CD22, CD23, CD27 and its ligand, 
CD28 and its ligands B7.1, B7.2, B7.3, CD29 and its ligands, 
CD30 and its ligand, CD40 and its ligand gp39, CD44, CD45 
and isoforms, Cdw$52 (Campath antigen), CD56, CD58, 
CD69, CD72, CTLA-4, LFA-1 and TCR 
0176 histocompatibility antigens, such as MHC class I or 
II antigens, the Lewis Y antigens, SLex, SLey, SLea and 
SLeb: 
0177 integrins, such as VLA-1, VLA-2. VLA-3, VLA-4, 
VLA-5, VLA-6 and LFA-1; 
0.178 adhesion molecules, such as Mac-1 and p150, 95; 
0.179 selectins, such as L-selectin, P-selectin and E-selec 
tin and their counterreceptors VCAM-1, ICAM-1, ICAM-2 
and LFA-3: 
0180 interleukins, such as IL-1, IL-2, IL-3, IL-4, IL-5, 
IL-6, IL-7, IL-8, IL-10, IL-11, IL-12, IL-13, IL-14 and IL-15; 
0181 interleukin receptors, such as IL-1R, IL-2R, IL-4R, 
IL-5R, IL-6R, IL-7R, IL-8R, IL-10R, IL-11R, IL-12R, 
IL-13R, IL-14R and IL-15R; 
0182 chemokines, such as PF4, RANTES, MIP1C., 
MCP1, NAP-2, Groa, Gro? and IL-8; 
0183 growth factors, such as TNFalpha, TGFbeta, TSH, 
VEGF/VPF, PTHrP, EGF family, EGF, PDGF family, endot 
helin and gastrin releasing peptide (GRP): 
0.184 growth factor receptors, such as TNFalphaR, RGF 
betaR, TSHR, VEGFR/VPFR, FGFR, EGFR, PTHrPR, 
PDGFR family, EPO-R: GCSF-R and other hematopoietic 
receptors; 
0185 interferon receptors, such as IFNC.R, IFNBR and 
IFNyR; 
0186 Igs and their receptors, such as IgE, FceRI and 
FceRII; 
0187 blood factors, such as complement C3b, comple 
ment C5a, complement C5b-9, Rh factor, fibrinogen, fibrin 
and myelin associated growth inhibitor. 
0188 The protein constituent of the formulations and 
compositions of this invention may be any natural, synthetic 
or recombinant protein antigen including, for example, teta 



US 2014/0086988 A1 

nus toxoid, diptheria toxoid, viral Surface proteins, such as 
CMV glycoproteins B, H and gCIII, HIV-1 envelope glyco 
proteins, RSV envelope glycoproteins, HSV envelope glyco 
proteins, EBV envelope glycoproteins, VZV envelope glyco 
proteins, HPV envelope glycoproteins, Influenza virus 
glycoproteins, Hepatitis family Surface antigens; viral struc 
tural proteins, viral enzymes, parasite proteins, parasite gly 
coproteins, parasite enzymes and bacterial proteins. 
0189 Also included are tumor antigens, such as her2-neu, 
mucin, CEA and endosialin. Allergens, such as house dust 
mite antigen, lol pl (grass) antigens and urushiol are included. 
0190. Toxins, such as pseudomonas endotoxin and 
osteopontinfuropontin, Snake Venom and bee venom are 
included. 
0191 Also included are glycoprotein tumor-associated 
antigens, for example, carcinoembryonic antigen (CEA), 
human mucins, her-2/neu and prostate-specific antigen 
(PSA) R. A. Henderson and O. J. Finn, Advances in Immu 
nology, 62, pp. 217-56 (1996). 
0.192 Administration and Biological Delivery 
0193 To date, therapeutic proteins have generally been 
administered by frequent injection, due to their characteristic 
negligible oral bioavailability and short plasma life. The pro 
tein crystal formulations and compositions of the present 
invention, which include microparticulate-based Sustained 
release systems for protein drugs, advantageously permit 
improved patient compliance and convenience, more stable 
blood levels and potential dose reduction. The slow and con 
stant release capabilities of the present invention advanta 
geously permit reduced dosages, due to more efficient deliv 
ery of active protein. Significant cost savings may beachieved 
by using the proteinformulations and compositions described 
herein. 
0194 Formulations and compositions comprising protein 
crystals in polymeric delivery carriers according to this inven 
tion may also comprise any conventional carrier or adjuvant 
used in vaccines, pharmaceuticals, personal care formula 
tions and compositions, Veterinary formulations, or oral 
enzyme Supplementation. These carriers and adjuvants 
include, for example, Freund's adjuvant, ion exchangers, alu 
mina, aluminum Stearate, lecithin, buffer Substances, such as 
phosphates, glycine, Sorbic acid, potassium Sorbate, partial 
glyceride mixtures of Saturated vegetable fatty acids, water, 
salts or electrolytes, such as protamine Sulfate, disodium 
hydrogen phosphate, Sodium chloride, Zinc salts, colloidal 
silica, magnesium, trisilicate, cellulose-based substances and 
polyethylene glycol. Adjuvants for topical or gel base forms 
may include, for example, Sodium carboxymethylcellulose, 
polyacrylates, polyoxyethylene-polyoxypropylene-block 
polymers, polyethylene glycol and wood wax alcohols. 
0.195 According to one embodiment of this invention, 
protein crystals may be combined with any conventional 
materials used for controlled release administration, includ 
ing pharmaceutical controlled release administration. Such 
materials include, for example, coatings, shells and films, 
Such as enteric coatings and polymer coatings and films. 
0196. Protein formulations in polymeric delivery carriers 
and compositions (compositions) according to this invention, 
which may be devices, such as implantable devices and may 
be microparticulate protein delivery systems. 
0197). In one embodiment of this invention, the macromol 
ecule crystals have a longest dimension between about 0.01 
um and about 500 um, alternatively between about 0.1 um and 
about 100 um. The most preferred embodiment is that the 
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protein crystal of protein crystal formulation components are 
between about 50 Lum and about 100 um in their longest 
dimension. Such crystals may have a shape selected from the 
group consisting of spheres, needles, rods, plates, such as 
hexagons and squares, rhomboids, cubes, bipyramids and 
prisms. 
0198 According to the present invention, encapsulation of 
protein crystals or protein crystal formulations in polymeric 
carriers to make compositions may be carried out on protein 
crystals which are crosslinked or uncrosslinked. Such protein 
crystals may be obtained commercially or produced as illus 
trated herein. 
0199 Protein or nucleic acid crystals or crystal formula 
tions and compositions according to this invention may be 
used as ingredients in personal care compositions, including 
cosmetics, such as creams, lotions, emulsions, foams, 
washes, compacts, gels, mousses, slurries, powders, sprays, 
pastes, ointments, salves, balms, drops, shampoos and Sun 
screens. In topical creams and lotions, for example, they may 
be used as humectants or for skin protection, softening, 
bleaching, cleaning, deproteinization, lipid removal, moistur 
izing, decoloration, coloration or detoxification. They may 
also be used as anti-oxidants in cosmetics. 
0200. According to this invention, any individual, includ 
ing humans, animals and plants, may be treated in a pharma 
ceutically acceptable manner with a pharmaceutically effec 
tive amount of protein or nucleic acid crystals or a crystal 
formulation or composition for a period of time sufficient to 
treat a condition in the individual to whom they are adminis 
tered over some period of time. Alternatively, individuals may 
receive a prophylactically effective amount of protein or 
nucleic acid crystals or crystal formulation or composition of 
this invention which is effective to prevent a condition in the 
individual to whom they are administered over some period of 
time. 
0201 Protein or nucleic acid crystals or crystal formula 
tions or compositions may be administered alone, as part of a 
pharmaceutical, personal care or veterinary preparation, or as 
part of a prophylactic preparation, such as a vaccine, with or 
without adjuvant. They may be administered by parenteral or 
oral routes. For example, they may be administered by oral, 
pulmonary, nasal, aural, anal, dermal, ocular, intravenous, 
intramuscular, intraarterial, intraperitoneal, mucosal, Sublin 
gual, Subcutaneous, or intracranial route. In either pharma 
ceutical, personal care or veterinary applications, protein or 
nucleic acid crystal or crystal formulations or compositions 
may be topically administered to any epithelial Surface. Such 
epithelial Surfaces include oral, ocular, aural, anal and nasal 
Surfaces, which may be treated, protected, repaired or detoxi 
fied by application of protein or nucleic acid crystals or crys 
tal formulations or compositions. 
0202 Pharmaceutical, personal care, veterinary or pro 
phylactic formulations and compositions comprising protein 
or nucleic acid crystal or crystal formulations or composi 
tions according to this invention may also be selected from the 
group consisting of tablets, liposomes, granules, spheres, 
microparticles, microspheres and capsules. 
0203 For such uses, as well as other uses according to this 
invention, protein or nucleic acid crystals or crystal formula 
tions and compositions may be formulated into tablets. Such 
tablets constitute a liquid-free, dust-free form for storage of 
protein or nucleic acid crystal or crystal formulations or com 
positions which are easily handled and retain acceptable lev 
els of activity or potency. 
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0204 Alternatively, protein or nucleic acid crystals or 
crystal formulations or compositions may be in a variety of 
conventional depot forms employed for administration to 
provide reactive compositions. These include, for example, 
Solid, semi-solid and liquid dosage forms, such as liquid 
Solutions or Suspensions, slurries, gels, creams, balms, emul 
sions, lotions, powders, sprays, foams, pastes, ointments, 
salves, balms and drops. 
0205 Protein or nucleic acid crystals on formulations or 
compositions according to this invention may also comprise 
any conventional carrier or adjuvant used in pharmaceuticals, 
personal care compositions or veterinary formulations. These 
carriers and adjuvants include, for example, Freund's adju 
vant, ion exchangers, alumina, aluminum Stearate, lecithin, 
buffer Substances, such as phosphates, glycine, Sorbic acid, 
potassium Sorbate, partial glyceride mixtures of Saturated 
Vegetable fatty acids, water, salts or electrolytes, such as 
protamine Sulfate, disodium hydrogen phosphate, sodium 
chloride, Zinc salts, colloidal silica, magnesium, trisilicate, 
cellulose-based substances and polyethylene glycol. Adju 
vants for topical or gel base forms may include, for example, 
Sodium carboxymethylcellulose, polyacrylates, polyoxyeth 
ylene-polyoxypropylene-block polymers, polyethylene gly 
col and wood wax alcohols. 

0206. The most effective mode of administration and dos 
age regimen of the protein or nucleic acid crystals or crystal 
formulations or compositions of this invention will depend on 
the effect desired, previous therapy, if any, the individuals 
health status or status of the condition itself and response to 
the protein or nucleic acid crystals or crystal formulations or 
compositions and the judgment of the treating physician or 
clinician. The protein or nucleic acid crystals or crystal for 
mulations or compositions may be administered in any dos 
age form acceptable for pharmaceuticals, vaccinations, gene 
therapy, immunotherapy, personal care compositions or vet 
erinary formulations, at one time or over a series of treat 
mentS. 

0207. The amount of the protein or nucleic acid crystals or 
crystal formulations or compositions which provides a single 
dosage will vary depending upon the particular mode of 
administration, formulation, dose level or dose frequency. A 
typical preparation will contain between about 0.01% and 
about 99%, preferably between about 1% and about 50%, 
protein or nucleic acid crystals (w/w). Alternatively, a prepa 
ration will contain between about 0.01% and about 80% 
protein crystals, preferably between about 1% and about 
50%, protein crystals (w/w). Alternatively, a preparation will 
contain between about 0.01% and about 80% protein crystal 
formulation, preferably between about 1% and about 50%, 
protein crystal formulation(w/w). 
0208. Upon improvement of the individual’s condition, a 
maintenance dose of protein or nucleic acid crystals or crystal 
formulations or compositions may be administered, if neces 
sary. Subsequently, the dosage or frequency of administra 
tion, or both; may be reduced as a function of the symptoms, 
to a level at which the improved condition is retained. When 
the condition has been alleviated to the desired level, treat 
ment should cease. Individuals may, however, require inter 
mittent treatment on a long-term basis upon any recurrence of 
the condition or symptoms thereof. 
0209 Production of Crystals, Crystal Formulations and 
Compositions: 
0210. According to the one embodiment of this invention, 
crystals, crystal formulations and compositions are prepared 
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by the following process: First, the protein or nucleic acid is 
crystallized. Next, excipients or ingredients selected from 
Sugars, Sugar alcohols, Viscosity increasing agents, wetting or 
solubilizing agents, buffer salts, emulsifying agents, antimi 
crobial agents, antioxidants, and coating agents are added 
directly to the mother liquor. Alternatively, the crystals are 
Suspended in an excipient solution, after the mother liquor is 
removed, for a minimum of 1 hour to a maximum of 24 hours. 
The excipient concentration is typically between about 0.01 
to 30% W/W. Most preferably between about 0.1 to 10%.The 
ingredient concentration is between about 0.01 to 90%. The 
crystal concentration is between about 0.01 to 95%. The 
mother liquor is then removed from the crystal slurry either 
by filtration or by centrifugation. Subsequently, the crystals 
are washed optionally with solutions of 50 to 100% one or 
more organic solvents such as, for example, ethanol, metha 
nol, isopropanol or ethyl acetate, either at room temperature 
or attemperatures between -20°C. to 25°C. The crystals are 
the dried either by passing a stream of nitrogen, air, or inert 
gas over the crystals. Alternatively, the crystals are dried by 
air drying or by lyophilization or by vacuum drying. The 
drying is carried out for a minimum 1 hour to a maximum of 
72 hours after washing, until the moisture content of the final 
product is below 10% by weight, most preferably below 5%. 
Finally, micronizing of the crystals can be performed if nec 
essary. 

0211. According to one embodiment of this invention, 
when preparing protein crystals, protein crystal formulations 
or compositions, enhancers, such as surfactants are not added 
during crystallization. Excipients or ingredients are added to 
the mother liquor after crystallization, at a concentration of 
between about 1-10% W/W, alternatively at a concentration 
of between about 0.1-25% W/W, alternatively at a concentra 
tion of between about 0.1-50% W/W. The excipient or ingre 
dient is incubated with the crystals in the mother liquor for 
about 0.1-3 hrs, alternatively the incubation is carried out for 
0.1-12 hrs, alternatively the incubation is carried out for 0.1- 
24 hrs. 

0212. In another embodiment of this invention, the ingre 
dient or excipient is dissolved in a solution other than the 
mother liquor, and the protein crystals are removed from the 
mother liquor and Suspended in the excipient or ingredient 
Solution. The ingredient or excipient concentrations and the 
incubation times are the same as those described above. 

0213 Slow Release Forms and Vaccines 
0214. In another embodiment of this invention, encapsu 
lation of lipases in polymeric carriers provide compositions 
useful to treat patients Suffering from intestinal lipase defi 
ciency. Such patients include those with pancreatic steator 
rhea, due to advanced pancreatic insufficiency require oral 
lipase Supplementation. Unfortunately, current therapeutic 
methods may not be flexible enough to protect the active 
lipase during transit through the gastro-intestinal tract and to 
release the enzyme activity where it is critically needed in the 
small bowel (See L. Guarner et al., “Fate of oral enzymes in 
pancreatic insufficiency. Gut, Vol. 34, pp. 708–712, (1993)). 
The flexibility of the present invention in preparing slowly 
available active lipase solves the present problems often asso 
ciated with lipase Supplementation. According to one 
embodiment of this invention, the combination of encapsu 
lated lipase crystals (compositions) and unencapsulated 
crosslinked lipase crystals or formulations provides a drug 
therapy regime in which enzyme activity is available early on 
from the unencapsulated crosslinked lipase. As this material 
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undergoes proteolytic degradation, the encapsulated enzyme 
(composition) begins to release enzyme activity into the more 
distal bowel. A similar strategy may be used to solve other 
enzyme or therapeutic protein Supplementation problems. 
0215. The present invention may also utilize other slow 
release methodologies, such as silicon based rings or rods 
which have been preloaded with encapsulated protein crys 
tals containing hormones, antibodies or enzymes or compo 
sitions containing them. The purpose of this technique is to 
provide a constant level of protein to the bloodstream over a 
period of weeks or months. Such implants can be inserted 
intradermally and can be safely replaced and removed when 
needed. 
0216. Other formulations and compositions according to 

this invention include vaccine formulations and compositions 
comprising protein (antigen) crystals, adjuvant and encapsu 
lating polymer(s). The protein antigen may be a viral glyco 
protein, viral structural protein, viral enzyme, bacterial pro 
tein, or Some engineered homolog of a viral or bacterial 
protein, or any immunopotentiating protein, such as a cytok 
ine. 
0217. One embodiment of such formulations or composi 
tions involves a single vaccine injection containing micro 
spheres having three or more different release profiles. In this 
way, antigen formulations or composition may be released 
over a sustained period Sufficient to generate lasting immu 
nity. By virtue of this formulation or composition, multiple 
antigen boosts may be in single unit form. The faster degrad 
ing preparation (composition) may contain an immunogenic 
adjuvant to enhance the immune response. One advantage of 
Such a system is that by using protein crystals, the native 
three-dimensional structures of the epitopes are maintained 
and presented to the immune system in their native form. 
0218. Once the immune system is primed, there may be 
less need for an adjuvant effect. Therefore, in the slower 
degrading inoculations, a less immunogenic adjuvant may be 
included and possibly no adjuvant may be required in the 
slowest degrading microspheres of the formulations and com 
positions. In this way, patient populations in remote areas will 
not have to be treated multiple times in order to provide 
protection against infectious diseases. One of skill in the art of 
biological delivery of proteins will appreciate that many 
variations on this theme are feasible. Accordingly, the 
examples provided here are not intended to limit the inven 
tion. 
0219. In another embodiment of this invention, a combi 
nation vaccine could be produced, whereby immunity to mul 
tiple diseases is induced in a single injection. As discussed 
above, microspheres having different release profiles may be 
combined alone or informulations and compositions and may 
include microspheres containing antigens from multiple 
infectious agents to produce a combination vaccine (formu 
lations and compositions). For example, microspheres having 
multiple release profiles and containing antigen crystals of 
measles, mumps, rubella, polio and hepatitis B agents could 
be combined and administered to children. Alternatively, 
microspheres having multiple release profiles and containing 
crystals of different isolates of HIV gp120 could be combined 
to produce a vaccine for HIV-1 or HIV-2. 
0220 Another advantage of the present invention is that 
the protein crystals encapsulated within polymeric carriers 
and forming a composition comprising microspheres can be 
dried by lyophilization. Lyophilization, or freeze-drying 
allows water to be separated from the composition. The pro 
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tein crystal composition is first frozen and then placed in a 
high vacuum. In a vacuum, the crystalline H2O Sublimes, 
leaving the protein crystal composition behind containing 
only the tightly bound water. Such processing further stabi 
lizes the composition and allows for easier storage and trans 
portation at typically encountered ambient temperatures. 
0221) This feature is especially desirable for therapeutic 
proteins and vaccines which can be dispensed into single dose 
sterile containers (“ampules') or alternatively, any desired 
increment of a single dose as a slurry, in a formulation or a 
composition. The ampules containing the dispensed slurries, 
formulations or compositions can then be capped, batch fro 
Zen and lyophilized under sterile conditions. Such sterile 
containers can be transported throughout the world and stored 
at ambient temperatures. Such a system would be useful for 
providing sterile vaccines and therapeutic proteins to remote 
and undeveloped parts of the world. At the point of use, the 
ampule is rehydrated with the sterile solvent or buffer of 
choice and dispensed. Under this scenario, minimal or no 
refrigeration is required. 
0222 Protein Crystallization 
0223 Protein crystals are grown by controlled crystalliza 
tion of protein from aqueous Solutions or aqueous solutions 
containing organic solvents. Solution conditions that may be 
controlled include, for example, the rate of evaporation of 
Solvent, organic solvents, the presence of appropriate co 
Solutes and buffers, pH and temperature. A comprehensive 
review of the various factors affecting the crystallization of 
proteins has been published by McPherson, Methods Enzm 
mol., 114, pp. 112-20 (1985). 
0224 McPherson and Gilliland, J. Crystal Growth, 90, pp. 
51-59 (1988) have compiled comprehensive lists of proteins 
and nucleic acids that have been crystallized, as well as the 
conditions under which they were crystallized. A compen 
dium of crystals and crystallization recipes, as well as a 
repository of coordinates of Solved protein and nucleic acid 
structures, is maintained by the Protein Data Bank at the 
Brookhaven National Laboratory http//www.pdb.bnl.gov; 
Bernstein et al., J. Mol. Biol., 112, pp. 535-42 (1977). These 
references can be used to determine the conditions necessary 
for crystallization of a protein, as a prelude to the formation of 
appropriate protein crystals and can guide the crystallization 
strategy for other proteins. Alternatively, an intelligent trial 
and error search strategy can, in most instances, produce 
Suitable crystallization conditions for many proteins, pro 
vided that an acceptable level of purity can be achieved for 
them see, e.g., C. W. Carter, Jr. and C. W. Carter, J. Biol. 
Chem., 254, pp. 12219–23 (1979). 
0225. In general, crystals are produced by combining the 
protein to be crystallized with an appropriate aqueous solvent 
or aqueous solvent containing appropriate crystallization 
agents, such as salts or organic solvents. The solvent is com 
bined with the protein and may be subjected to agitation at a 
temperature determined experimentally to be appropriate for 
the induction of crystallization and acceptable for the main 
tenance of protein activity and stability. The solvent can 
optionally include co-solutes, such as divalent cations, co 
factors or chaotropes, as well as buffer species to control pH. 
The need for co-solutes and their concentrations are deter 
mined experimentally to facilitate crystallization. 
0226. It is critical to differentiate between amorphous pre 
cipitates and crystalline material. Crystalline material is a 
form of the solid state of matter, which is distinct from the 
amorphous Solid state. Crystals display characteristic fea 
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tures including a lattice structure, characteristic shapes and 
optical properties such as refractive index and birefringence. 
A crystal consists of atoms arranged in a pattern that repeats 
periodically in three dimensions. In contrast, amorphous 
material is a non-crystalline solid form of matter, sometimes 
referred to as an amorphous precipitate. Such precipitates 
have no molecular lattice structure characteristic of the crys 
talline solid state and do not display birefringence or other 
spectroscopic characteristics typical of the crystalline forms 
of matter. 
0227. In an industrial-scale process, the controlled pre 
cipitation leading to crystallization can best be carried out by 
the simple combination of protein, precipitant, co-solutes 
and, optionally, buffers in a batch process. As another option, 
proteins may be crystallized by using protein precipitates as 
the starting material. In this case, protein precipitates are 
added to a crystallization solution and incubated until crystals 
form. Alternative laboratory crystallization methods, such as 
dialysis or vapor diffusion, can also be adopted. McPherson, 
Supra and Gilliland, Supra, include a comprehensive list of 
suitable conditions in their reviews of the crystallization lit 
erature. 
0228 Occasionally, in cases in which the crystallized pro 
tein is to be crosslinked, incompatibility between an intended 
crosslinking agent and the crystallization medium might 
require exchanging the crystals into a more Suitable solvent 
system. 
0229 Many of the proteins for which crystallization con 
ditions have already been described, may be used to prepare 
protein crystals according to this invention. It should be 
noted, however, that the conditions reported in most of the 
above-cited references have been optimized to yield, in most 
instances, a few large, diffraction quality crystals. 
0230. Accordingly, it will be appreciated by those of skill 
in the art that Some degree of adjustment of these conditions 
to provide a high yielding process for the large Scale produc 
tion of the Smaller crystals used in making protein crystals the 
present invention may be necessary. 
0231 Crosslinking of Protein Crystals 
0232. According to one embodiment of this invention, for 
example, the release rate of the protein from the polymeric 
carrier (composition) may be slowed and controlled by using 
protein crystals that have been chemically crosslinked using a 
crosslinker, Such as for example, a biocompatible crosslinker. 
Thus, once protein crystals have been grown in a Suitable 
medium they may be crosslinked. 
0233 Crosslinking may be carried out using reversible 
crosslinkers, in parallel or in sequence. The resulting 
crosslinked protein crystals are characterized by a reactive 
multi-functional linker, into which a trigger is incorporated as 
a separate group. The reactive functionality is involved in 
linking together reactive amino acid side chains in a protein 
and the trigger consists of a bond that can be broken by 
altering one or more conditions in the Surrounding environ 
ment (e.g., pH, temperature, or thermodynamic water activ 
ity). This is illustrated diagrammatically as: 

X-Y Z+2 AA residues-->AA-X-Y Z-AA 

change in environment-->AA-X-Y-Z-AA 

0234 where X and Z are groups with reactive function 
ality 

0235 where Y is a trigger 
0236 where AA and AA represent reactive amino 
acid residues on the same protein or on two different 
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proteins. The bond between the crosslinking agent and 
the protein may be a covalent or ionic bond, or a hydro 
gen bond. The change in Surrounding environment 
results in breaking of the trigger bond and dissolution of 
the protein. Thus, when the crosslinks within protein 
crystals crosslinked with Such reversible crosslinking 
agents break, dissolution of protein crystal begins and 
therefore the release of activity. 

0237 Alternatively, the reactive functionality of the 
crosslinker and the trigger may be the same, as in: 

X-Z+2AA residues--> 

change in environment-->AA+X—Z-AA2. 

0238. The crosslinker may be homofunctional (X=Y) or 
heterofunctional (X is not equal to Y). The reactive function 
ality X and Y may be, but not limited to the following func 
tional groups (where R. R. R" and R" may be alkyl, aryl or 
hydrogen groups): 
0239 I. Reactive acyl donors are exemplified by: carboxy 
late esters RCOOR', amides RCONHR'. Acyl azides RCON, 
carbodiimides R N=C=N R', N-hydroxyimide esters, 
RCO-O NR", imidoesters R C=NH2" (OR), anhy 
drides RCO O COR', carbonates RO CO. O. R', ure 
thanes RNHCONHR', acid halides RCOHal (where Hal—a 
halogen), acyl hydrazides RCONNR'R''. O-acylisoureas 
RCO. O. C–NR' ( NR"R"), 
0240 II. Reactive carbonyl groups are exemplified by: 
aldehydes RCHO and ketones RCOR', acetals RCO(H,)R', 
ketals RR'CORR". Reactive carbonyl containing functional 
groups known to those well skilled in the art of protein immo 
bilization and crosslinking are described in the literature 
Pierce Catalog and Handbook, Pierce Chemical Company, 
Rockford, Ill. (1994); S. S. Wong, Chemistry of Protein Con 
jugation and Cross-Linking, CRC Press, Boca Raton, Fla. 
(1991). 
0241 III. Alkyl or aryl donors are exemplified by: alkyl or 
aryl halides R-Hal, azides R N sulfate esters RSOR", 
phosphate esters RPO(OR's), alkyloxonium salts RO--, sul 
fonium RS+, nitrate esters RONO, Michael acceptors 
RCR'=CR"COR", aryl fluorides ArF, isonitriles RN+=C. , 
haloamines R-N-Hal, alkenes and alkynes. 
0242 IV. Sulfur containing groups are exemplified by dis 
ulfides RSSR', sulfhydryls RSH, epoxides RC CR'. 
0243 V. Salts are exemplified by alkyl or aryl ammonium 
salts RN--, carboxylate RCOO sulfate ROSO-, phos 
phate ROPO," and amines R.N. 
0244 Table 1 below includes examples of triggers, orga 
nized by release mechanism. In Table 1, R= is a multifunc 
tional crosslinking agent that can be an alkyl, aryl, or other 
chains with activating groups that can react with the protein to 
be crosslinked. Those reactive groups can be any variety of 
groups such as those Susceptible to nucleophilic, free radical 
or electrophilic displacement including halides, aldehydes, 
carbonates, urethanes, Xanthanes, epoxides among others. 

TABLE 1 

Trigger Examples Release Conditions 

1. Acid Labile R-O-R H or Lewis 
Linkers e.g. Thp, MOM, Acidic catalysts 

Acetal, ketal 
Aldol, Michael 
adducts, esters 
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0248 Examples of such crosslinkers include: TABLE 1-continued 

Trigger Examples Release Conditions Homobifunctional (Symmetric) 

2. Base Labile ROCO2- R' Variety of basic 0249 DSS Dithiobis(succinimidylpropionate), also 
Linkers $6" or media know as Lomant’s Reagent 

?aroanies DTSSP 3-3'-Dithiobis(sulfosuccinimidylpropionate), 
R.' NCONR, water soluble version of DSP 
Urethanes DTBP Dimethyl 3,3'-dithiobispropionimidate.HC1 
RMichael BASED Bis-(B-4-azidosalicylamido)ethyl)disulfide 

3. Fluoride RosiR, Aqueous F. DPDPB—1,4-Di-(3'-2'-pyridyldithio-propionamido)bu 
Labile Linkers Various Si tane. 

containing linkers 
4. Enzyme RCOOR, RCONR, Free lipases, Heterobifunctional (Asymmetric) 
Labile Linkers amidases, esterases 
5. Reduction Disulfide linkers H2 catalyst; (0250 SPDP N-Succinimidyl-3-(2-pyridyldithio)propi 
Labile Linkers hat cleave via Hydrides Onate 

Hyd lvsi - - - - 0 

E. ySIS LC-SPDP Succinimidyl-6-(3-2-pyridyldithiopropionate) 
Elimination hexanoate 

6. Oxidati is, Oxidizi t Sulfo-LC-SPDP Sulfosuccinimidyl-6-(3-2-pyridyldlthio 
... JXO3Ol 1K3 X1d1Zing agents: e.g. 

Labile Linkers Glycols R— H2O2, NaOCl, IO propionate)hexanoate, water soluble version of LC-SPDP 
Metal based oxidizers, APDP N-(4-p-azidosalicylamidobutyl)-3-(2-py 
other hypervalent ridyldithio) propionamide 
oxidents - W - - - -a 7i riflhi i 7. Thio-labile R—S–S R Thiols, e.g., SADP N-Succinimidyl(4-azidophenyl) 1,3'-dithiopropi 

linkers Cys, DTT, Onate - - - 

mercaptoethanol Sulfo-SADP Sulfosuccinimidyl(4-azidophenyl) 1,3'- 
8. Heavy Metal Various Allyl Transition metal dithiopropionate, water soluble version of SADP 
Labile Linkers Rich CHR polic SAED Sulfosuccinimidyl-2-(7-azido-4-methylcoumarin 

Alkyl, Acyl Cu, Tl, Rh) 3-acetamide)ethyl-1,3'-dithiopropionate 
Allyl ester Pd(0) catalysts SAND Sulfosuccinimidyl-2-(m-azido-o-nitrobenzamido) 

9. Photolabile O-nitrobenzyl light (hv) ethyl-1 3'-dithiopropionate 
Linkers (ONB) - - - 

DESYL groups SASD Sulfosuccinimidyl-2-(p-azidosalicylamido)ethyl-1, 
in linker 3'-dithiopropionate 

10. Free Thiohydroxamate Free radical SMPB—Succinimidyl-4-(p-maleimidophenyl)butyrate 
Radical Labile ester initiator Sulfo-SMPB—Sulfosuccinimidyl-4-(p-maleimidophenyl) 
Linkers (Barton ester) butyrate 
11. Metal- Iron (III) Metal removal - - - 

chelate linked diphenanthroline e.g. by chelation SMPT 4-succinimidyloxycarbonyl-methyl-O-(2-py 
or precipitation ridylthio) toluene 

12. Thermally Peroxides Increase in Sulfo-LC-SMPT Sulfosuccinimidyl-6-(C.-methyl-O-(2- 
Labile ners Sean temperature pyridylthio)toluamido)hexanoate. 

Eile tly 1oeny Beamines. 0251. In particular, see Part II, Chapters 3-5 on Zero 
Linkers Dithianes length Cross-linkers, Homobifunctional Cross-linkers and 

Heterobifunctional Cross-linkers in “Bioconjugate Tech 
niques’’. By G. T. Hermanson, (1996), Academic Press, Divi 

0245 Additional examples of reversible crosslinkers are sion of Harcourt Brace & Company, 525 B Street, Suite 1900, 
described in T. W. Green, Protective Groups in Organic Syn 
thesis, John Wiley & Sons (Eds.) (1981). Any variety of 
strategies used for reversible protecting groups can be incor 
porated into a crosslinker Suitable for producing crosslinked 
protein crystals capable of reversible, controlled solubiliza 
tion. Various approaches are listed, in Waldmann's review of 
this subject, in Anaewante Chemie Inl. Ed. Engl., 35, p. 2056 
(1996). 
0246. Other types of reversible crosslinkers are disulfide 
bond-containing crosslinkers. The trigger breaking 
crosslinks formed by such crosslinkers is the addition of 
reducing agent, such as cysteine, to the environment of the 
crosslinked protein crystals. 
0247 Disulfide crosslinkers are described in the Pierce 
Catalog and Handbook (1994-1995) and more recently in 
“Bioconjugate Techniques’’. By G. T. Hermanson, (1996), 
Academic Press, Division of Harcourt Brace & Company, 
525 B Street, Suite 1900, San Diego, Calif. 92101-4495. 

San Diego, Calif. 92101-4495. 
0252 Crosslinked protein crystals useful in the protein 
formulations of the present invention may also be prepared 
according to the methods set forth in PCT patent application 
PCT/US91/O5415. 
0253 Encapsulation of Protein Crystals in Polymeric Car 
riers 
0254 According to one embodiment of this invention, 
compositions are produced when protein crystals are encap 
Sulated in at least one polymeric carrier to form microspheres 
by virtue of encapsulation within the matrix of the polymeric 
carrier to preserve their native and biologically active tertiary 
structure. The crystals can be encapsulated using various 
biocompatible and/or biodegradable polymers having unique 
properties which are suitable for delivery to different biologi 
cal environments or for effecting specific functions. The rate 
of dissolution and, therefore, delivery of active protein is 
determined by the particular encapsulation technique, poly 
mer composition, polymer crosslinking, polymer thickness, 
polymer solubility, protein crystal geometry and degree and, 
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if any, of protein crystal crosslinking Protein crystals or for 
mulations to be encapsulated are Suspended in a polymeric 
carrier which is dissolved in an organic solvent. The polymer 
Solution must be concentrated enough to completely coat the 
protein crystals or formulations after they are added to the 
Solution. Such an amount is one which provides a weight ratio 
of protein crystals to polymer between about 0.02 and about 
20, preferably between about 0.1 and about 2. The protein 
crystals are contacted with polymer in Solution for a period of 
time between about 0.5 minutes and about 30 minutes, pref 
erably between about 1 minutes and about 3 minutes. The 
crystals should be kept Suspended and not allowed to aggre 
gate as they are coated by contact with the polymer. 
0255 Following that contact, the crystals become coated 
and are referred to as nascent microspheres. The nascent 
microspheres increase in size while coating occurs. In a pre 
ferred embodiment of the invention, the suspended coated 
crystals or nascent microspheres along with the polymeric 
carrier and organic solvent are transferred to a larger Volume 
of an aqueous solution containing a surface active agent, 
known as an emulsifier. In the aqueous Solution, the Sus 
pended nascent microspheres are immersed in the aqueous 
phase, where the organic solvent evaporates or diffuses away 
from the polymer. Eventually, a point is reached where the 
polymer is no longer Soluble and forms a precipitated phase 
encapsulating the protein crystals or formulations to form a 
composition. This aspect of the process is referred to as hard 
ening of the polymeric carrier or polymer. The emulsifier 
helps to reduce the interfacial surface tension between the 
various phases of matter in the system during the hardening 
phase of the process. Alternatively; if the coating polymer has 
Some inherent Surface activity, there may be no need for 
addition of a separate Surface active agent. 
0256 Emulsifiers useful to prepare encapsulated protein 
crystals according to this invention include poly(vinyl alco 
hol) as exemplified herein, Surfactants and other Surface 
active agents which can reduce the Surface tension between 
the polymer coated protein crystals or polymer coated crystal 
formulations and the solution. 
0257. Organic solvents useful to prepare the microspheres 
of the present invention include methylene chloride, ethyl 
acetate, chloroform and other non-toxic solvents which will 
depend on the properties of the polymer. Solvents should be 
chosen that solubilize the polymer and are ultimately non 
toxic. 

0258. A preferred embodiment of this invention is that the 
crystallinity of the protein crystals is maintained during the 
encapsulation process. The crystallinity is maintained during 
the coating process by using an organic solvent in which the 
crystals are not soluble. Subsequently, once the coated crys 
tals are transferred to the aqueous solvent, rapid hardening of 
the polymeric carrier and Sufficient coating of the crystals in 
the previous step shields the crystalline material from disso 
lution. In another embodiment, the use of crosslinked protein 
crystals facilitates maintenance of crystallinity in both the 
aqueous and organic solvents. 
0259. The polymers used as polymeric carriers to coat the 
protein crystals can be either homo-polymers or co-polymers. 
The rate of hydrolysis of the microspheres is largely deter 
mined by the hydrolysis rate of the individual polymer spe 
cies. In general, the rate of hydrolysis decreases as follows: 
polycarbonates polyesters>polyurethanes 
polyorthoesters>polyamides. For a review of biodegradable 
and biocompatible polymers, see W. R. Gombotz and D. K. 
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Pettit, “Biodegradable polymers for protein and peptide drug 
delivery'. Bioconjugate Chemistry, vol. 6, pp. 332-351 
(1995). 
0260. In a preferred embodiment, the polymeric carrier is 
composed of a single polymer type such as PLGA. In a next 
preferred embodiment, the polymeric carrier can be a mixture 
of polymers such as 50% PLGA and 50% albumin. 
0261. Other polymers useful as polymeric carriers to pre 
pare encapsulated protein crystals according to this invention 
include biocompatible/biodegradable polymers selected 
from the group consisting of poly (acrylic acid), poly (cy 
anoacrylates), poly (amino acids), poly (anhydrides), poly 
(depsipeptide), poly (esters). Such as poly (lactic acid) or 
PLA, poly (b-hydroxybutryate), poly (caprolactone) and poly 
(dioxanone); poly (ethylene glycol), poly (hydroxypropyl) 
methacrylamide, poly (organo)phosphaZene, poly (ortho 
esters), poly (vinyl alcohol), poly (vinylpyrrolidone), maleic 
anhydride-alkyl vinyl ether copolymers, pluronic polyols, 
albumin, alginate, cellulose and cellulose derivatives, col 
lagen, fibrin, gelatin, hyaluronic acid, oligosaccharides, gly 
caminoglycans, sulfated polysaccharides, blends and copoly 
mers thereof. 
0262. Other useful polymers are described in J. Heller and 
R. W. Baler, “Theory and Practice of Controlled Drug Deliv 
ery from Biodegradable Polymers.” Academic Press, New 
York, N.Y., (1980); K. O. R. Lehman and D. K. Dreher, 
Pharmaceutical Technology, Vol. 3, pp. 5- , (1979); E. M. 
Ramadan, A. El-HelwandY. El-Said, Journal of Microencap 
sulation, vol. 5, p. 125 (1988). The preferred polymer will 
depend upon the particular protein component of the protein 
crystals used and the intended use of the encapsulated crystals 
(formulations and compositions). Alternatively, the solvent 
evaporation technique may be used for encapsulating protein 
crystals (see D. Babay, A. Hoffmann and S. Benita, Bioma 
terials vol. 9, pp. 482-488 (1988). 
0263. In a preferred embodiment of this invention, protein 
crystals are encapsulated in at least one polymeric carrier 
using a double emulsion method, as illustrated herein, using a 
polymer, Such as polylactic-co-glycolyic acid. In a most pre 
ferred embodiment of this invention, the polymer is Polylac 
tic-co-glycolyic acid (PLGA). PLGA is a co-polymer pre 
pared by polycondensation reactions with lactic acid (“L”) 
and glycolic acid (“G”). Various ratios of Land G can be used 
to modulate the crystallinity and hydrophobicity of the PLGA 
polymer. Higher crystallinity of the polymer results in slower 
dissolution. PLGA polymers with 20-70% G content tend to 
be amorphous solids, while high level of either G or L result 
in good polymer crystallinity. For more information on pre 
paring PLGA, see D. K. Gilding and A. M. Reed, “Biode 
gradable polymers for use in Surgery-poly(glycolic)/poly 
(lactic acid) homo and copolymers: 1..., Polymer Vol. 20, pp. 
1459-1464 (1981). PLGA degrades after exposure to water 
by hydrolysis of the ester bond linkage to yield non-toxic 
monomers of lactic acid and glycolic acid. 
0264. In another embodiment, double-walled polymer 
coated microspheres may be advantageous. Double-walled 
polymer coated microspheres may be produced by preparing 
two separate polymer Solutions in methylene chloride or 
other solvent which can dissolve the polymers. The protein 
crystals are added to one of the solutions and dispersed. Here, 
the protein crystals become coated with the first polymer. 
Then, the Solution containing the first polymer coated protein 
crystals is combined with the second polymer solution. See 
Pekarek, K.J.; Jacob, J.S., and Mathiowitz, E. Double-walled 
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polymer microspheres for controlled drug release, Nature, 
367, 258-260. Now, the second polymer encapsulates the 
first polymer which is encapsulating the protein crystal. Ide 
ally, this solution is then dripped into a larger Volume of an 
aqueous solution containing a Surface active agent or emul 
sifier. In the aqueous solution, the solvent evaporates from the 
two polymer Solutions and the polymers are precipitated. 
0265. The above process can be performed using either 
protein crystals, DNA or RNA crystals, of formulations of 
any of these to produce compositions. 
0266 Formulations according to this invention comprise a 
protein crystal, and, at least one ingredient. Such formula 
tions are characterized by at least a 60 fold greater shelf life 
when stored at 50° C. than the soluble form of said protein in 
solution at 50°C., as measured by T. Alternatively, they are 
characterized by at least a 59 fold greater shelf life when 
stored at 40° C. and 75% humidity than the nonformulated 
form of said protein crystal when stored at 40° C. and 75% 
humidity, as measured by T. Alternatively, they are char 
acterized by at least a 60% greater shelf life when stored at 
50° C. than the nonformulated form of said protein crystal 
when stored at 50°C., as measured by T. Alternatively, they 
are characterized by the loss of less than 20% C.-helical struc 
tural content of the protein after storage for 4 days at 50° C. 
wherein the soluble form of said protein loses more than 50% 
of its C-helical structural content after storage for 6 hours at 
50° C., as measured by FTIR. Alternatively, they are charac 
terized by the loss of less than 20% C-helical structural con 
tent of the protein after storage for 4 days at 50° C., wherein 
the soluble form of said protein loses more than 50% of its 
C.-helical structural content after storage for 0.6 hours at 50° 
C., as measured by FTIR, and wherein said formulation is 
characterized by at least a 60 fold greater shelf life when 
stored at 50° C. than the soluble form of said protein in 
solution at 50° C., as measured by T. 
0267 Compositions according to this invention comprise 
one of the above described protein crystal formulations, and, 
at least one polymeric carrier, wherein said formulation is 
encapsulated within a matix of said polymeric carrier. 
0268 Alternatively, compositions according to this inven 
tion comprise formulations of a protein crystal and at least 
one ingredient. Such compositions may be characterized by at 
least a 60 fold greater shelflife when stored at 50° C. than the 
soluble form of said protein in solution at 50° C., as measured 
by T. Alternatively, they are characterized by at least a 59 
fold greater shelflife when stored at 40°C. and 75% humidity 
than the nonformulated form of said protein crystal when 
stored at 40° C. and 75% humidity, as measured by T. 
Alternatively, they are characterized by at least a 60% greater 
shelflife when stored at 50° C. than the nonformulated form 
of said protein crystal when stored at 50° C., as measured by 
T. Alternatively they are characterized by the loss of less 
than 20% C-helical structural content of the protein after 
storage for 4 days at 50° C., wherein the soluble form of said 
protein loses more than 50% of its C.-helical structural content 
after storage for 6 hours at 50° C., as measured by FTIR. 
Alternatively, they are characterized by the loss of less than 
20% C.-helical structural content of the protein after storage 
for 4 days at 50° C., wherein the soluble form of said protein 
loses more than 50% of its C-helical structural content after 
storage for 6 hours at 50° C., as measured by FTIR, and 
wherein said formulation is characterized by at least a 60 fold 
greater shelf life when stored at 50° C. than the soluble form 
of said protein in Solution at 50° C., as measured by T. 
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0269. In order that this invention may be better under 
stood, the following examples are set forth. These examples 
are for the purpose of illustration only and are not to be 
construed as limiting the scope of the invention in any man 

. 

EXAMPLES 

Example 1 

Lipase 

0270 Candida rugosa Lipase Crystallization: 
0271 Materials: 

0272 A Candida rugosa lipase powder 
(0273 B-Celite powder (diatomite earth) 
(0274 C MPD (2-Methyl-2,4-Pentanediol) 
(0275 D-5 mM Caacetate buffer pH 4.6 
0276 E Deionized water 

(0277 Procedure: 
0278 A 1 kg aliquot of lipase powder was mixed well with 
1 kg of celite and then 22 L of distilled water was added. The 
mixture was stirred to dissolve the lipase powder. After dis 
Solution was complete, the pH was adjusted to 4.8 using 
acetic acid. Next, the solution was filtered to remove celite 
and undissolved materials. Then, the filtrate was pumped 
through a 30 k cut-off hollow fiber to remove all the proteins 
that were less than 30 kD molecular weight. Distilled water 
was added and the lipase filtrate was pumped through the 
hollow fiber until the retentate conductivity was equal to the 
conductivity of the distilled water. At this point, the addition 
of distilled water was stopped and 5 mm Ca-acetate buffer 
was added. Next, Ca-acetate buffer was delivered by pumping 
through the hollow fiber until the conductivity of the retentate 
was equal to the conductivity of the Ca-acetate buffer. At that 
point, addition of the buffer was stopped. The lipase solution 
was concentrated to 30 mg/ml solution. The crystallization 
was initiated by pumping MPD slowly into the lipase solution 
while stirring. Addition of MPD was continued until a 20% 
vol/vol of MPD was reached. The mixture was stirred for 24 
hr or until 90% of the protein had crystallized. The resulting 
crystals were washed with crystallization buffer to remove all 
the soluble material from the crystals. Then, the crystals were 
suspended in fresh crystallization buffer to achieve a protein 
concentration of 42 mg/ml. 

Example 2 

Formulation of Lipase Crystals Using Sucrose as 
Excipient 

0279. In order to enhance the stability of lipase crystals 
during drying and storage the crystals were formulated with 
excipients. In this example, lipase crystals were formulated in 
the slurry form in the presence of mother liquor before drying. 
Sucrose (Sigma Chemical Co., St. Louis, Mo.) was added to 
lipase crystals in mother liquor as an excipient. Sufficient 
Sucrose was added to lipase crystals at a protein concentration 
of 20 mgs/ml in mother liquor (10 mM sodium acetate buffer, 
pH 4.8 containing 10 mM Calcium chloride and 20% MPD) 
to reach a final concentration of 10%. The resulting suspen 
sion was tumbled at room temperature for 3 hr. After treat 
ment with Sucrose, the crystals were separated from the liquid 
by centrifugation as described in Example 6, method 4 or 5. 
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Example 3 
0280 Formulation of Lipase Crystals Using Trehalose as 
Excipient 
0281. The lipase crystals were formulated as in Example 
2, by adding trehalose, instead of Sucrose, (Sigma Chemical 
Co., St. Louis, Mo.), to a final concentration of 10% in mother 
liquor. The resulting Suspension was tumbled at room tem 
perature for 3 hr and the crystals were separated from the 
liquid by centrifugation as described in Example 6, method 4 
or 5. 

Example 4 

Formulation of Lipase Crystals Using Polyethylene 
Oxide (PEO) as Excipient 

0282 Lipase crystals were formulated using 0.1% poly 
ethylene oxide in water as follows. The crystals, in the mother 
liquor at 20 mg/ml were separated from the mother liquor by 
centrifugation at 1000 rpm in a Beckman GS-6R bench top 
centrifuge equipped with Swinging bucket rotor. Next, the 
crystals were suspended in 0.1% polyethylene oxide for 3 hrs 
(Sigma Chemical Co., St. Louis, Mo.) and then separated by 
centrifugation, as described in Example 6, method 4 or 5. 

Example 5 

Formulation of Lipase Crystals Using 
Methoxypolyethylene Glycol (MOPEG) as Excipient 

0283 Lipase crystals were formulated as in Example 2, by 
adding 10% methoxypolyethylene glycol, instead of Sucrose, 
(final concentration) (Sigma Chemical Co., St. Louis, Mo.) in 
mother liquor and separating after 3 hrs by centrifugation, as 
in Example 6, method 4 or 5. 

Example 6 

Methods of Drying Crystal Formulations 
0284 Method 1. N. Gas Drying at Room Temperature 

0285 Crystals as prepared in Examples 1, 10, 14 and 21 
were separated from the mother liquor containing 
excipient by centrifugation at 1000 rpm in a Beckman 
GS-6R bench top centrifuge equipped with Swinging 
bucket rotor in a 50 ml Fisher brand Disposable centri 
fuge tube (Polypropylene). The crystals were then dried 
by passing a stream of nitrogen at approximately 10 psi 
pressure into the tube overnight. 

0286 Method 2. Vacuum Oven Drying 
0287 Crystals as prepared in Examples 1, 10, 14 and 21 
were first separated from the mother liquor/excipient 
Solution using centrifugation at 1000 rpm in a Beckman 
GS-6R bench top centrifuge equipped with Swinging 
bucket rotor in a 50 ml Fisher brand Disposable polypro 
pylene centrifuge tube. The wet crystals were then 
placed in a vacuum oven at 25 in Hg (VWR Scientific 
Products) at room temperature and dried for at least 12 
hours. 

0288 Method 3. Lyophilization 
0289 Crystals as prepared in Examples 1, 10, 14 and 21 
were first separated from the mother liquor/excipient 
Solution using centrifugation at 1000 rpm in a Beckman 
GS-6R bench top centrifuge equipped with Swinging 
bucket rotor in a 50 ml Fisher brand Disposable polypro 
pylene centrifuge tube. The wet crystals were then 
freeze dried using a Virtis Lyophilizer Model 24 in semi 
stoppered vials. The shelf temperature was slowly 
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reduced to -40° C. during the freezing step. This tem 
perature was held for 16 hrs. Secondary drying was then 
carried out for another 8 hrs. 

0290 Method 4. Organic Solvent and Air Drying 
0291 Crystals as prepared in Examples 1, 10, 14 and 21 
were first separated from the mother liquor/excipient 
Solution using centrifugation at 1000 rpm in a Beckman 
GS-6R bench top centrifuge equipped with Swinging 
bucket rotor in a 50 ml Fisher brand Disposable polypro 
pylene centrifuge tube. The crystals were then Sus 
pended in an organic solvent like ethanol or isopropanol 
or ethyl acetate or other Suitable solvents, centrifuged, 
the Supernatant was decanted and air dried at room tem 
perature in the fume hood for two days. 

0292 Method 5. Air Drying at Room Temperature 
0293 Crystals as prepared in Examples 1, 10, 14 and 21 
were separated from the mother liquor containing 
excipient by centrifugation at 1000 rpm in a Beckman 
GS-6R bench top centrifuge equipped with Swinging 
bucket rotor in a 50 ml Fisher brand Disposable centri 
fuge tube (Polypropylene). Subsequently, the crystals 
were allowed to air dry in the fume hood for two days. 

Example 7 

Soluble Lipase Sample Preparation 
0294 For comparison, a sample of soluble lipase was pre 
pared by dissolving lipase crystals to 20 mg/ml in phosphate 
buffered saline, pH 7.4. 
0295 FIG.2 shows the stability for soluble lipase. Specific 
activity decreases extremely rapidly with time. Within 2-3 
hours, the specific activity decreases from about 660 mmoles/ 
min/mg protein to about 100 pmoles/min/mg protein or an 
approximate 85% decrease. The T for soluble lipase was 
calculated to be 1.12 hours. 

Example 8 

Olive Oil Assay for Measuring Lipase Activity 
0296 Lipase crystals from Examples 1-7 were assessed 
for activity against olive oil in pH 7.7 buffer. The assay was 
carried out titrimetrically using slight modifications to the 
procedure described in Pharmaceutical Enzymes—Proper 
ties and Assay Methods, R. Ruyssen and A. Lauwers, (Eds.), 
Scientific Publishing Company, Ghent, Belgium (1978). 
0297 Reagents: 

0298 1. Olive oil emulsion: 
0299) 16.5um of gum arabic (Sigma) was dissolved in 
180 ml of water, 20 ml of olive oil (Sigma) and emulsi 
fied using a Quick Prep mixer for 3 minutes. 

0300 2. Titrant: 0.05 MNaOH 
0301 3. Solution A: 3.0 M NaCl 
0302) 4. Solution B: 75 mM CaCl2HO 
0303 5. Mix: 40 ml of Solution A was combined with 
20 ml of Solution Band 100 ml of H.O. 

0304 6. 0.5% Albumin: 
0305 7. Lipase Substrate Solution (solution 7) was pre 
pared by adding 50 ml of olive oil emulsion (solution 1) 
to 40 ml of Mix (solution 5) and 10 ml of 0.5% albumin 
(solution 6). 

(0306 Assay Procedure 
0307 The lipase substrate solution (solution 7) was 
warmed to 37°C. in a water bath. First, 20 ml of substrate was 
added to a reaction vessel and the pH was adjusted to 7.7 
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using 0.05 M. NaOH (solution 2) and equilibrated to 37° C. 
with stirring. The reaction was initiated by adding enzyme. 
The reaction progress was monitored by titrating the mixture 
of enzyme and substrate with 0.05 MNaOH to maintain the 
pH at 7.7. 
0308 The specific activity (Lmoles/min/mg protein) was 
equal to the initial ratex 1000x concentration of the titrant/the 
amount of enzyme. The Zero point was determined by run 
ning the reaction without enzyme, i.e., using buffer in the 
place of enzyme in the reaction mixture. 

Example 9 

Activity 
0309 The shelf activity of the dried crystals from 
Examples 1-5 was measured using the olive oil assay as 
described in Example 8. Dried crystals (5 mg) were dissolved 
in 1 ml of phosphate buffered saline (“PES”), pH 7.4 and the 
activity was measured using olive oil as Substrate. 
0310. Shelf Stability: 
0311. The shelf stability of dried crystalline lipase formu 
lations from Examples 2-5 was carried out in a humidity 
chamber controlled at 75% relative humidity and 40°C. tem 
perature (HOTPACK). The activity of the crystals was mea 
sured by dissolving 5 mg of the dried samples in PBS buffer, 
pH 7.4, measuring the activity in the olive oil assay and then 
comparing with the initial results. 
0312 Crystal Formulations Dried by Method 5 
0313 FIG. 3 shows the shelf stability profile of lipase 
crystals formulated with sucrose, trehalose and PEO. When 
dried by method 5, PEO was the most protective excipient, 
followed by sucrose and then trehalose. 
0314) Crystal Formulations Dried by Method 4 
0315 FIG. 4 shows the shelf stability profile of lipase 
crystals formulated with sucrose, trehalose, PEO and 
MOPEG. When dried by method 4, the excipients PEO, 
sucrose and MOPEG were similar in their ability to preserve 
enzyme activity as measured by their effect on the T2. Tre 
halose was less protective of lipase activity than the other 
excipients. 
0316. Shelf Stability 
0317. The time required for the specific activity of the 
enzyme to decrease by 50% is known as the T. Table 2 
shows the effect on the T of the specific activity for formu 
lations of dried lipase crystals. For lipase, Sucrose was the 
most protective excipient, followed by polyethylene oxide 
(PEO), methoxypolyethylene glycol (MOPEG) and finally 
trehalose. Sucrose was more than 10-fold more protective, as 
measured by its effect on T of specific activity. 

TABLE 2 

Lipase at 40° C. and 75% humidity 
Dried Lipase Crystals 

Excipients T12 (days) 

Ole 1.52 
Sucrose 1092 
Trehalose 90 
PEO 835 
MOPEG 434 
Soluble lipase 0.0468 (1.124 hrs) 

0318. The T was calculated from the shelf life data by 
non-linear regression analysis using the Sigma Plot program. 
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Table 2 shows that formulations of lipase were 1,923 fold 
more stable than soluble when PEO was used as the excipient. 
In addition, formulations of lipase were 23,300 fold more 
stable than soluble lipase when Sucrose was used as the 
excipient (Table 2). Formulations using MOPEG and PEO as 
excipients with lipase crystals were 9,270 and 17,800 fold 
more stable than soluble lipase (Table 2). 
0319. The stability of the formulated crystals relative to 
the non-formulated crystals was greatly enhanced, as shown 
in Table 2. For example, crystals formulated with trehalose 
were 59 fold more stable than non-formulated lipase crystals 
made without an excipient at 40° C., as shown in Table 2. 
Similarly, crystals formulated with MOPEG were 286 fold 
more stable than non-formulated crystals and crystals formu 
lated with PEO were 549 fold more stable than non-formu 
lated lipase crystals made without an excipient at 40°C., as 
shown in Table 2. Finally, crystals formulated with sucrose 
were 718 fold more stable than non-formulated lipase crystals 
made without an excipient at 40°C., as shown in Table 2. 
0320 Moisture Content: 
0321) Moisture content was determined by the Karl Fis 
cher method according to manufacturers instructions using a 
Mitsubishi CA-06 Moisture Meter equipped with a VA-06 
Vaporizer (Mitsubishi Chemical Corporation, Tokyo, Japan). 

TABLE 3 

Moisture content lipase crystal formulations 

%. Moisture 

TIME, DAYS SUCROSE TREHALOSE PEO MOPEG 

O 7.23 5.58 8.56 7.03 
129 11.11 10.45 10.43 10.01 

0322 Crystallinity: 
0323. The crystal integrity of the formulations were mea 
Sured by quantitative microscopic observations. In order to 
visualize whether the crystals were maintained their shape 
after drying, the dried crystals were examined under an 
Olympus BX60 microscope equipped with DXC-970MD 
3CCD Color Video Camera with Camera Adapter (CMAD2) 
with Image ProPlus software. Samples of dried crystals were 
covered with a glass coverslip, mounted and examined under 
10x magnification, using an Olympus microscope with an 
Olympus UPLAN F1 objective lens 10x/0.30 PH1 (phase 
contrast). 
0324. In this analysis, the crystals originally formulated 
with sucrose, trehalose, PEO and MOPEG were readily visu 
alized after 129 days at 40° C. and 75% humidity. FIG. 5 
shows that crystals formulated with PEO were present at the 
initial time. A similar microscopic observation taken 129 
days later and shown in FIG. 6 demonstrates that crystallinity 
was maintained for the entire time period. Similar data was 
obtained for crystals formulated with sucrose, MOPEG and 
trehalose (data not shown). 
0325 Secondary Structure Characterization by FTIR: 
0326. The fourier transform infrared (“FTIR) spectra 
were collected on a Nicolet model 550 Magna series spec 
trometer as described by Dong et al. Dong, A., Caughey, B., 
Caughey, W.S., Bhat, K.S., and Coe, J. E. Biochemistry, 1992: 
31:9364-9370; Dong, A. Prestrelski, S.J., Allison, S.D. and 
Carpenter, J. F. J. Pharm. Sci., 1995: 84: 415-424. For the 
Solid samples, 1 to 2 mg of the protein was lightly ground with 
350 mg of KBr powder and filled into small cups used for 
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diffuse reflectance accessory. The spectra were collected and 
then processed using Grams 32 from Galactic software for the 
determination of relative areas of the individual components 
of secondary structure using second derivative and curve 
fitting program under amide I region (1600-1700 cm). 
0327. For comparison, a soluble lipase sample was pre 
pared by dissolving lipase crystals in phosphate buffered 
saline and analyzed for stability by FTIR. 
0328 Secondary structure was determined as follows: 
FTIR spectra were collected on a Nicolet model 550 Magna 
series spectrometer. A 1 ml sample of soluble lipase was 
placed on a Zinc selenide crystal of ARK ESP. The spectra 
were collected at initial (O) time and after the loss of most of 
the activity or, near-Zero activity. The acquired data was then 
processed using Grams 32 software from Galactic Software 
for the determination of relative areas of the individual com 
ponents of secondary structure using second derivative and 
curve-fitting program under amide I region (1600-1700 
cm). 

TABLE 4 

Lipase at 40° C. and 75% Humidity 

Extended 
Sample C- Helix B-Sheets B-Turn coil Random 

Soluble Lipase 25.08 59.89 4.57 3.21 7.25 
initial time 
After 3 days 13.14 16.11 13.59 6.74 SO.42 
at 40° C. 
Lipase - 1946 49.94 O.OO 30.60 O.OO 
Sucrose 
initial time 
After 66 days 17.70 60.70 O.OO 21.60 O.OO 
at 40°C. and 
75% Humidity 
Lipase - 23.30 52.33 O.OO 23.17 120 
Trehalose 
initial time 
After 66 days 18.38 55.51 O.OO 26.11 O.OO 
at 40°C. and 
75% Humidity 
Lipase-PEO 23.22 48.33 O.OO 24.53 3.92 
initial time 
After 66 days 21.79 S4.90 1.65 21.66 O.OO 
at 40°C. and 
75% Humidity 
Lipase - 24.66 49.37 O.OO 19.20 6.77 
MOPEG 
initial time 
After 66 days 26.59 S1.09 O.OO 22.32 O.OO 
at 40°C. and 
75% Humidity 

0329 Conclusion: 
0330 Table 4 shows that for soluble lipase, approximately 
50% and 75% of the O.-helix and B-sheet structure content was 
lost over three days. There was a corresponding increase in 
the content of random structure. 

0331. In contrast, Table 4 shows that crystals which were 
formulated and dried were much more stable than the soluble 
enzyme. Such crystals showed a loss of C-helical structure 
which ranged from 6.1% to 21.1% after 66 days at 40°C. and 
75% humidity. At the same time, random coil in solution 
increased from 7-50% over 3 days, while crystallinity showed 
minimum random coil content even after 66 days. 
0332 The data in Table 4, obtained using FTIR to monitor 
changes in secondary structure, correlated with the activity 
data shown in FIG. 4. In particular, lipase formulated with 
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sucrose, PEO and MOPEG showed significantly less loss of 
C.-helical structure and maintained a higher specific activity 
over the 66 day time period at elevated temperature and 
humidity than crystals formulated with trehalose, which 
showed a 21% loss of C-helical structure and had the lowest 
activity profile. 

Example 10 

Human Serum Albumin 

0333 Crystallization of Human Serum Albumin 
0334 Tengrams of powdered human serum albumin was 
added to a 75 ml stirred solution of 100 mM phosphate buffer 
(pH 5.5) at 4°C. Final protein concentration was 120 mg/ml, 
estimated from the ODso value of the Solution. First, a satu 
rated ammonium sulfate solution (767 g/l), prepared in deion 
ized water, was added to the protein Solution to a final con 
centration of 350 g/l or 50% saturation. Next, the 
crystallization solution was “seeded with 1 ml of 50 mg/ml 
albumin crystals in 50% ammonium sulfate at pH 5.5. Seed 
crystals were prepared by washing a sample of crystals free of 
precipitate with a solution of 50% saturated ammonium sul 
fate in 100 mM phosphate buffer at pH 5.5. The seeded 
crystallization Solution was incubated overnight at 4°C. on a 
vigorously rotating platform. Crystals in the shape of rods (20 
um) appeared in the solution overnight after approximately 
16 hr. 

Example 11 

Formulation of HSA Crystals Using Gelatin as 
Excipient 

0335. In order to enhance the stability of human serum 
albumin (HSA) crystals during drying and storage the crys 
tals were formulated with excipients. In this example, HSA 
crystals were formulated in the slurry form in the presence of 
mother liquor before drying. Gelatin (Sigma Chemical Co., 
St. Louis, Mo.) was added to lipase crystals in mother liquor 
as an excipient. Sufficient gelatin was added to lipase crystals 
at a protein concentration 20 mgs/ml in mother liquor (2.5M 
ammonium sulfate in 100 mM phosphate buffer, pH 5.5) to 
reach a final concentration of 10%. The resulting Suspension 
was tumbled at room temperature for 3 hr. After treatment 
with gelatin, the crystals were separated from the liquid by 
centrifugation as described in Example 6, method 1. 
0336 Drying of HSA Crystals 
0337 The HSA crystals were then dried by the four meth 
ods described in Example 6. The crystals were suspended in 
cold (4°C.) ethanol as the organic solvent of method 4. 

Example 12 

Soluble Human Serum Albumin Preparation 
0338 For comparison, the soluble HSA sample was pre 
pared by dissolving HSA crystals at 20 mg/ml in water. 

Example 13 

Shelf Stability 
0339 Shelf stability of HSA dried crystal formulations 
were carried out in a waterbath at 50° C. temperature. The 
stability of the crystals was monitored by following structural 
degradation by FTIR analysis. 
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0340 Moisture Content: 
0341 Moisture content was determined by the Karl Fis 
cher method according to manufacturers instructions using a 
Mitsubishi CA-06 Moisture Meter equipped with a VA-06 
Vaporizer (Mitsubishi Chemical Corporation, Tokyo, Japan). 

TABLE 5 

Moisture content HSA Crystals 

%. Moisture 
TIME, DAYS Gelatin 

O 5.0464 
12 6.3841 

(0342 Crystallinity: 
0343. The crystal integrity of the formulations was mea 
Sured by quantitative microscopic observations, as described 
in Example 9. FIG. 7 shows that HSA crystals were readily 
visualized immediately after preparing the formulation with 
gelatin. FIG. 8' shows that crystallinity was maintained after 
four days at 50° C. 
0344 Secondary Structure Characterization by FTIR: 
(0345. The FTIR spectra were collected on a Nicolet model 
550 Magna series spectrometer as described by Dong et al. 
Dong, A., Caughey, B., Caughey, W. S., Bhat, K. S. and Coe, 

J. E. Biochemistry, 1992; 31:9364-9370; Dong, A. Prestrel 
ski, S.J., Allison, S. D. and Carpenter, J. F. J. Pharm. Sci., 
1995; 84: 415-424. For the solid samples, 1 to 2 mg of the 
protein was lightly ground with 350 mg of KBrpowder and 
filled into small cups used for diffuse reflectance accessory. 
The spectra were collected and processed using Grams 32 
from Galactic software for the determination of relative areas 
of the individual components of secondary structure using a 
second derivative and curve-fitting program under amide I 
region (1600-1700 cm). 
0346 For comparison, the soluble HSA sample was pre 
pared by dissolving HSA crystals in water and tested for 
stability by FTIR. The secondary structure was determined as 
in Example 9. 

TABLE 6 

Secondary Structure content of HSA 

Extended 
Sample C- Helix B-Sheets B-Turn coil Random 

HSA- Soluble 4547 6.83 6.79 40.91 O.OO 
HSA- Sol. 28.71 30.39 8.59 28.07 4.24 
15 min 
HSA- Sol. 19.15 34.69 8.16 27.91 10.09 
30 min 
HSA- Sol. 10.04 15.82 O.OO 42.83 31.31 
60 min 
HSA crystals 

HSA-Gelatin 49.08 24.77 O.OO 26.15 O.OO 
HSA-Gelatin 40.93 7.65 7.48 4394 O.OO 
After 12 days 
at SO C. 

0347 Conclusion: 
(0348 Soluble HSA showed a rapid 78% decrease in C-he 
lical content after 1 hour in Solution and a corresponding 
increase in random coil structure. 
0349 Dry formulated crystals showed an approximately 
16% decrease in C-helical content, a large decrease in B-sheet 
content and no increase in the content of random structure. 
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Example 14 

Penicillin Acylase 
0350 Crystallization of Penicillin Acylase 
0351. An ammonium sulfate suspension of Penicillinacy 
lase from Boehringer Mannheim was the raw material. The 
suspension of Penicillin acylase was diluted 1:3 with deion 
ized water. This solution was concentrated by diafilration 
using a 30K membrane to a final concentration of 200 oD at 
Aso/ml. The enzyme solution was then diluted with 4M 
NaH2POHO to 150 oD Also, ?ml. 
0352. A biphasic solution of 4 M and 1 M sufficient 
NaH2POHO to yield a final solution concentration of 1.9 
M NaPO, was prepared. In this case, 280 ml of 1 M 
NaH2POHO was carefully overlaid on top of to the top Of 
549 ml of 4 M NaH2POHO. The enzyme solution was 
poured gently into the side of the container t0 form a layer 
above the 1 M layer. An overhead stirrer was set up with a 
marine impeller. The agitator was placed into the container 
with the blades just below the 4M/1M interface. The speed 
was adjusted to a setting of 8.0, or 600 rpm. The agitator was 
switched on and stopped after 10 minutes. The impeller was 
removed from the container. The volume of seed crystals was 
measured with a graduated pipette using between 0.5 and 
0.1% by volume and added to the 20 L sterile polycarbonate 
container. The seed was not allowed to be static for more than 
10 seconds before addition. The solution was mixed by hand 
using a flat-blade impeller for about 1 minute. The crystalli 
Zation mixture was allowed to stand for 24 hours. 
0353. After 24 hours, the container was opened and the 
solution was mixed by hand for 30 seconds. The solution was 
allowed to sit for an additional 24 hours. After a total of 48 
hours, a 10 ml sample was taken of the Supernatant. The 
sample was filtered with a 0.2 micron Acrodisc. The Aso of 
the Supernatant was measured. When Supernatant Aso, was 
greater than 1.0 mg/ml, the crystallization was allowed to 
continue for 24 more hours. When the Supernatant concen 
tration was less than 1.0 mg/ml, the Aso, of crystal slurry 
and Supernatant directly were determined. 

Example 15 

Penicillin G Assay for PA Crystals 
0354. The basis of the activity assay for Penicillin acylase 
involves a titrimetric assay which measures the enzymatic 
hydrolysis of benzyl penicillin by the enzyme. The enzyme 
catalyzes cleavage of a phenyl acetyl group from penicillin G 
thus causing a decrease in pH. This activity was followed by 
measuring the volume of 50 mM NaOH needed (to maintain 
a pH of 8 at 28°C.) per minute of reaction. The assay uses a 
substrate buffer made with potassium chloride and Tris and 
was reported in U/mg. 
0355 Penicillin Acylase Assay: 
0356 Chemicals and Solutions Used in the Assay: 
0357 1. Penicillin-G, Sigma, Potassium salt 
0358 2. 0.05 N. Sodium hydroxide 
0359. 3. 1.0 M KC1, 20 mM Tris buffer, pH 8.0 
0360 4.10 mM Tris, 10 mM CaCl, buffer, pH 8.0 
0361 5. 0.01 M PBS buffer, pH 7.5 
0362 Preparation of Substrate Solution 
0363 1 g of penicillin-G was added to 10 ml of 1.0MKC1, 
20 mM Tris buffer, pH 8.0 solution and about 70 ml of DI 
water, 1 ml of 10 mM Tris, 10 mM CaCl. Then the pH of the 



US 2014/0086988 A1 

solution was adjusted to 8.0 using 0.05 N NaOH. Next, final 
solution volume was adjusted to 100 ml. The solution was 
prepared fresh before each use and used within five hours of 
preparation. 
0364 
0365. A sample of Penicillin acylase was dissolved in PBS 
buffer, pH 7.4. Typically, 2 to 4 mg (dry weight) of protein 
were used for each assay. 
0366 
0367 20 ml of penicillin acylase substrate solution was 
added to a titration vessel and equilibrated to 28°C. After 
adding the enzyme solution to the reaction vessel, the 
hydrolysis of penicillin-G was monitored by titrating the 
reaction mixture with 0.05 NNaOH to maintain the pH at 8.0. 

Preparation of PA Sample Solution 

Assay for Hydrolysis of Penicillin G 

Example 16 

Formulation of PA Crystals Using 
hydroxypropyl-3-cyclodextrin (HPCD) as Excipient 

0368. In order to enhance the stability of PA crystals dur 
ing drying and storage, the crystals were formulated with 
excipients. In this example, PA crystals were formulated in 
the slurry form in the presence of mother liquor before drying. 
Hydroxypropyl-f-cyclodextrin (HPCD) (Sigma Chemical 
Co., St. Louis, Mo.) was added to PA crystals in mother liquor 
as an excipient. Sufficient HPCD was added to lipase crystals 
at a protein concentration 20 mgs/m in mother liquor (1.9M 
NaH2PO, pH 6.6), to reach a final concentration of 10%. The 
resulting Suspension was tumbled at room temperature for 3 
hr. After treatment with HPCD, the crystals were separated 
from the liquid by centrifugation as described in Example 6, 
method 1. 

Example 17 

Formulation of PA Crystals Using Mother Liquor 
Itself as Excipient 

0369. The PA crystals were formulated using mother 
liquor (1.9M NaH2PO, pH 6.6). The crystals were separated 
by centrifugation as in Example 16. 

Example 18 

Drying PA 

0370. The PA crystals from Examples 15-17 were then 
dried according to the methods 1, 3 or 4 of Example 6. The 
organic solvent used for method 4 of Example 6 was ethyl 
acetate. 

Example 19 

Soluble PA Preparation 

0371. As a standard of comparison, a sample of soluble PA 
was prepared by dissolving PA crystals in water at 20 mg/ml. 
0372. The stability of soluble PA was measured over time 
and a plot specific activity at 55° C. versus time is shown in 
FIG. 9. PA enzyme activity in solution decayed rapidly and 
was undetectable after approximately 20 hours. 
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Example 20 

Activity of the Dried Crystals 
0373 The activity of the dried crystals from Example 18 
was tested in the Pen G assay as described in Example 15. The 
dried crystals (5 mg) were dissolved in 1 ml of water and the 
activity was measured using Pen G as Substrate 
0374. Shelf Stability: 
0375. The shelf stability of PA dried crystal formulations 
was determined using a Reactive-Therm III—Heating /Stir 
ring module by Pierce at 55° C. temperature. Activities were 
measured by dissolving 5 mg of the dried sample in water and 
measuring the enzyme activity in the Pen Gassay described in 
Example 15 and compared with the initial results. FIG. 10 
depicts the shelf stability profiles of PA crystals with and 
without excipient. FIG. 10 also depicts shelf stability profiles 
of PA crystal formulations dried with nitrogen (method 1) or 
air dried (method 4). 

TABLE 7 

Penicillin acylase activity at 55 C. 

Dry Crystals-Penicillin acylase T/3 days 

Penicillin acylase-crystals dried by 123.25 
lyophilization 
Penicillin acylase - HPCD dried by 99.24 
lyophilization 
Penicillin acylase - dried using 24.85 
nitrogen 
Penicillin acylase-HPCD dried by 87.91 
nitrogen 
Soluble Penicillin acylase 0.21 (4.92 hrs) 

0376) The T was calculated from the shelf life data by 
non-linear regression analysis using the Sigma Plot program. 
The stability of the formulated crystals relative to the non 
formulated crystals was enhanced, as shown in Table 7. For 
example, crystals formulated with HPCD were 418 fold more 
stable soluble PA at 55°C. (Table 7). Crystals formulated with 
HPCD were 3.5 fold more stable at 55° C. than non-formu 
lated PA crystals made without an excipient, as shown in 
Table 7. 

0377 Moisture Content: 
0378 Moisture content was determined by the Karl Fis 
cher method according to manufacturers instructions using a 
Mitsubishi CA-06 Moisture Meter equipped with a VA-06 
Vaporizer (Mitsubishi Chemical Corporation, Tokyo, Japan). 

TABLE 8 

Moisture content of PA crystals 

%. Moisture 

DAYS PA HPCD 

O 2.6198 15722 
43 2.1792 3.1963 

0379 Crystallinity: 
0380. The crystal integrity of the formulations was mea 
Sured by quantitative microscopic observations as described 
in Example 9. Crystallinity was maintained through out the 
process as indicated by the crystals, which were readily vis 
ible (data not shown). 
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0381 Secondary Structure Characterization by FTIR: 
0382 Stability was assessed by quantifying the secondary 
structure content of the dried and formulated PA crystals by 
FTIR as described in Example 9. Soluble PA was used for 
comparative purposes. 

TABLE 9 

Secondary Structure of PA at 55 C. 

Extended 
Sample C- Helix B-Sheets B-Turn coil Random 

Soluble PA 37.74 33.53 11.57 17.16 O.OO 
Init. time 
After 2 hrs 25.27 35.32 7.29 21.93 10.19 
at SS C. 
After 24 hrs 9.29 SO.66 O.OO 26.77 13.28 
at SS C. 
PA-dried by 33.83 27.99 5.32 13.66 O.OO 
yoph. init. time 
After 43 days 22.53 18.9 17.03 18.42 23.12 
at SS C. 
PA - HPCD dried 35.9 36.96 O.OO 27.14 O.OO 
by lyoph. 
init. time 
After 43 days 19. OS 16.77 23.11 16.65 24.42 
at SS C. 
PA-dried by N2 25.73 34.93 6.68 28.73 3.93 
init. time no 
excipient 
After 43 days 11.88 34.73 1022 30.07 13.10 
at SS C. 
PA-HPCD dried 31.26 35.78 12.24 20.72 O.OO 
by nitrogen 
init. time 
After 43 days 22.17 25.31 O.OO 42.23 10.29 
at SS C. 

0383 Conclusion: 
0384 The loss of C-helical content was 76% after 1 day for 
soluble Penicillin acylase. In contrast, when HPCD was used 
as an excipient and the formulation was dried by method 1 of 
Example 6, only 31% of the C-helical content was lost after 
43 days at 55° C. temperature. 

Example 21 

Glucose Oxidase 

0385 Preparation of Glucose Oxidase Crystals 
0386 We prepared crystals of glucose oxidase as follows. 
First, the glycoprotein was purified by anion exchange chro 
matography and then the crystallization parameters were 
optimized (data not shown). 
0387 As a result of these studies, we found that the con 
ditions for crystallization of glucose oxidase fall generally in 
the range of 7 to 17% PEG 4000 or 6000, 8 to 20%2-propanol 
or ethanol and buffer to adjust the pH to between 3 and 6. It 
should be understood, however, that many sets of experimen 
tal conditions within and near this range can produce satis 
factory results for the crystallization of glucose oxidase and 
other glycoproteins. Those of skill in the art will appreciate 
that the precise conditions which efficiently produce crystals 
of the desired size and quality, will vary due to differences in 
experimental conditions, such as protein and reagent purity, 
rates of stirring, shear force effects and carbohydrate content. 
0388 Large Scale Crystallization of Glucose Oxidase 
0389. We determined preferred conditions for preparative 
scale crystallization of glucose oxidase. Preparative scale 
crystallization generally involves 100 to 900 mls of glycopro 
tein. 
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0390 A. Crystallization at Constant pH Without Seed 
0391) Glucose oxidase was diafiltered in water and con 
centrated to an Aso of between 5 and 15. The glucose oxidase 
concentrate was mixed (1:1) with one volume of the crystal 
lizing reagent containing 18% PEG 6000, 32%. 2-propanol in 
0.2 MNa-Acetate at pH 5.0. After mixing, the solution was 
cooled to 6°C. The glucose oxidase crystallization solution 
was stirred for 24 hours at 100 rpm with a propeller stirrer. 
During this time, the crystals formed gradually. 

Example 22 

Formulation of Glucose Oxidase Crystals Using 
Trehalose as Excipient 

0392. In order to enhance the stability of glucose oxidase 
(GOD) crystals during drying and storage, the crystals were 
formulated with excipients. In this example, GOD crystals 
were formulated in the slurry form in the presence of mother 
liquor before drying. Trehalose (Sigma Chemical Co., St. 
Louis, Mo.) was added to GOD crystals in mother liquor as an 
excipient. Sufficient trehalose was added to GOD crystals at 
a protein concentration 20 mgs/ml in mother liquor (100 mM 
sodium acetate buffer, pH 5.5 containing 32% isopropanol 
and 9% PEG 6000) to reach a final concentration of 10%.The 
resulting Suspension was tumbled at room temperature for 3 
hr. After treatment with trehalose, the crystals were separated 
from the liquid by centrifugation as described in Example 6, 
method 1. 

Example 23 

Formulation of Glucose Oxidase Crystals Using 
Lactitol as Excipient 

0393 Glucose oxidase crystals were formulated as in 
Example 22 by adding lactitol (Sigma Chemical Co. St. 
Louis, Mo.), (instead of trehalose) to a final concentration of 
10% to the mother liquor. The crystals were separated from 
the mother liquor/lactitol solution after three hours by cen 
trifugation. 

Example 24 

Formulation of Glucose Oxidase Crystals Using 
hydroxypropyl-3-cyclodextrin (HPCD) as Excipient 

0394 Glucose oxidase crystals were formulated using 
hydroxypropyl-3-cyclodextrin (HPCD) as in Example 22 (in 
stead of trehalose) by adding HPCD to a final concentration of 
10% in mother liquor and incubated for 3 hrs (Sigma Chemi 
cal Co. St. Louis, Mo.). The crystals were then separated from 
the mother liquor/HPCD solution after 3 hr. by centrifugation 
as described in Example 6, method 1. 

Example 25 

Formulation of Glucose Oxidase Crystals Using 
Gelatin as Excipient 

0395. Glucose oxidase crystals were formulated as in 
Example 22 by adding gelatin to a final concentration of 10% 
(Sigma Chemical Co. St. Louis, Mo.) in mother liquor (in 
stead of trehalose). The crystals were separated from the 
mother liquor/gelatin solution after three hours by centrifu 
gation. 
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Example 26 

Formulation of Glucose Oxidase Crystals Using 
Methoxypolyethylene Glycol as Excipient 

0396 The glucose oxidase crystals were formulated as in 
Example 22 by adding methoxypoly ethylene glycol. to a 
final concentration of 10% (Sigma Chemical Co. St. Louis, 
Mo.) in mother liquor. The crystals were separated from the 
mother liquor/methoxypolyethylene glycol solution after 3 
hrs by centrifugation as described in Example 6, method 1. 

Example 27 

Formulation of Glucose Oxidase Crystals Using 
Sucrose as Excipient 

0397 Glucose oxidase crystals were formulated as in 
Example 22 by adding sucrose to a final concentration of 10% 
(Sigma Chemical Co., St. Louis, Mo.) in the mother liquor. 
The crystals were separated from the mother liquor/sucrose 
solution after three hours by centrifugation. 

Example 28 

Drying Glucose Oxidase Formulations 
0398. The glucose oxidase crystal formulations described 
above were dried according to the methods described in 
Example 6. Method 4 utilized cold (4°C.) isopropanol as the 
organic solvent. 

Example 29 

Soluble Glucose Oxidase Preparation 
0399. For comparison, the soluble glucose oxidase sample 
was prepared by dissolving glucose oxidase crystals at 20 
mg/ml in 50 mM citrate buffer, pH 6.0. 
0400 FIG. 11 shows the stability of the soluble glucose 
oxidase over time at 50° C. The specific activity declines 
rapidly with time. After 24 hours, the specific activity 
decreases by more than 90%. The T for soluble glucose 
oxidase was calculated to be 0.91 hours. 

Example 30 

Glucose Oxidase Activity Assay 
04.01 The following protocol was used to determine the 
activity of dried glucose oxidase crystals and crystal formu 
lations. 
0402 Chemicals and solutions: 
(0403 1. Phosphate buffer (20 mM, pH 7.3), NaCl (0.1 
M) solution, 

0404 2.21 mMO-Dianisidine dihydrochloride stock 
solution, diluted to 0.21 mM as working solution before 
use, 

04.05 3.2M glucose solution, 
0406 4. Peroxide solution (2 mg/ml), 
(0407 5.50 mM citrate buffer, pH 6.0 

0408 Sample preparation: 
04.09 1. Add 2 mg of glucose oxidase to 1 ml of 50 mM 
citrate buffer, pH 6.0 and vortexed well for about 2 min. 
The solution was mixed by tumbling at room tempera 
ture for 1 hour to reconstitute. 

0410 2. Prepare a dilute enzyme solution by mixing 0.1 
ml of the above enzyme solution with 4.9 ml of the same 
citrate buffer. 
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0411 Assay procedure for enzyme activity measurement: 
0412 1. The assay was monitored by a UV-Vis spectro 
photometer. Use the kinetic mode and set wavelength at 
460 nm and temperature at 25°C. 

0413 2. Warm up the O-dianisidine/phosphate working 
solution in the 25°C. water bath and bubble the solution 
with oxygen for at least 20 min. before use. 

0414 3. Measure the blank using the reagent solution 
without the enzyme solution added. 

0415 4. Pipette 2.4 ml of oxygenated O-dianisidine/ 
phosphate working solution, 0.4 ml of 2 M glucose 
solution and 0.1 ml of peroxidase into a disposable 
CuVette. 

0416) 5. Add 10 ml of the enzyme sample on the cuvette 
wall (tilt the cuvette to prevent the sample from mixing 
with the reagent at this step) and cover with a piece of 
parafilm. Mix quickly by inverting the cuvette twice, 
insert the cuvette into the spectrophotometer's cell com 
partment and start to collect data. 

Calculate the enzyme specific activity using the following 
formula 

Where: 

0417 A=The changed in units of absorbance at 460 nm 
per minute 

0418 B-Reaction mixture volume (ml) 
0419 C=Dilution factor 
0420 D=11.3 (a constant) 
0421 E=Weight (mg) of the enzyme used 
0422 F-Sample volume (ml) 

Example 31 

Activity of the Dried Crystals 
0423. The activity of the dried crystal formulations of 
glucose oxidase was measured as described in Example 30. 
0424. Shelf Stability: 
0425. A study of the shelf stability of formulations of 
glucose oxidase crystals was performed. In this case, the 
formulations were dried by method 4 of Example 6 and were 
stored in a 2 ml screw cap Eppendorf tube in a waterbath at 
50° C. temperature for 13 days. Activities at specific time 
points were obtained by dissolving 2 mg of the dried sample 
in 50 mM citrate buffer, pH 6.0 and then measuring the 
activity according to Example 30. 
0426. The shelf stabilities of the various glucose oxidase 
formulations stored at 50° C. were determined. The data are 
presented in FIG. 12. Lactitol was the most effective excipient 
at preserving glucose oxidase specific activity over time at 
elevated temperature. 

TABLE 10 

Glucose Oxidase at 50° C. 
Dried glucose oxidase crystals 

Excipients T12 (days) 

Ole 1.52 
Trehalose 3.8 
Lactitol 4.85 
HPCD 2.4 
MOPEG 13.1 
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TABLE 10-continued 

Glucose Oxidase at 50° C. 
Dried glucose Oxidase crystals 

Excipients T12 (days) 

Gelatin 3.95 
Sucrose 3.27 
Soluble GOD 0.04 (0.91 hrs) 

0427. The T was calculated from the shelf life data by 
non-linear regression analysis using the Sigma Plot program. 
Table 10 shows that formulations of glucose oxidase were 95 
fold more stable than soluble when trehalose was used as the 
excipient. In addition, formulations of glucose oxidase were 
121 fold more stable than soluble. when lactitol was used as 
the excipient (Table 10). Formulations using HPCD or 
MOPEG as excipients with glucose oxidase crystals were 60 
and 325 fold more stable than soluble glucose oxidase, 
respectively (Table 10). Finally, formulations using gelatin or 
Sucrose as excipients with glucose oxidase crystals were 99 
and 82 fold more stable than soluble, respectively (Table 10). 
0428 Formulations made with either trehalose, lactitol, 
HPCD, MOPEG, gelatin or sucrose, as excipients with glu 
cose oxidase crystals were 2.5 fold, 3.2 fold, 1.6 fold, 8.6 fold, 
2.6 fold, or 2.2 fold more stable than glucose oxidase crystals 
made without an excipient at 50° C., as measured by T. as 
shown in Table 10. 

0429 
0430 Moisture content was determined by the Karl Fis 
cher method according to manufacturers instructions using a 
Mitsubishi CA-06 Moisture Meter equipped with a VA-06 
Vaporizer (Mitsubishi Chemical Corporation, Tokyo, Japan). 

Moisture Content: 

TABLE 11 

Moisture content of GOD crystal formulations 

TIME %. Moisture 

DAYS Trehalose Lactitol HPCD MOPEG Gelatin Sucrose 

O 4.38.19 4S274 8.3817 4.2008 4.7090 4.2083 
13 8.7292 11.4808 8.7582 8.0763 13.7541 9.8284 

0431 Crystallinity: 
0432. The crystal integrity of the GOD formulations was 
measured by quantitative microscopic observations as 
described in Example 9. In this example, the crystals were 
readily visualized, indicating that crystallinity was main 
tained throughout the process. 
0433 FIG. 13 show that glucose oxidase crystals were 
readily visualized immediately after preparing the lactitol 
formulation. FIG. 14 demonstrates that crystallinity was 
maintained after 13 days at 50° C. Crystalline material was 
also readily visualized after formulating glucose oxidase with 
trehalose, as depicted in FIG. 15. Likewise, crystalline mate 
rial remained readily visualized after 13 days at 50° C., as 
shown in FIG. 16. 

0434 Secondary Structure Characterization by FTIR: 
0435 Stability was assessed by quantifying the secondary 
structure content of the dried and formulated GOD crystals by 
FTIR as described in Example 9. For comparison, a soluble 
glucose oxidase sample was prepared by dissolving glucose 
oxidase crystals in 50 mM citrate buffer at pH 6.0 and placing 
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about 1 ml on a Zinc selenide crystal of ARKESP, which then 
analyzed for stability by FTIR. 

TABLE 12 

Soluble Glucose Oxidase at 50° C. 

Extended 
Sample C- Helix B-Sheets B-Turn coil Random 

Soluble GOD 35.65 29.14 14.O2 8.32 12.87 
init. time 
After 1 hr 23.05 34.78 6.17 18.56 17.44 
at SO C. 
After 6 hr 9.92 25.45 8.44 32.04 24.15 
at SO C. 
GOD-Trehalose 30.34 29.10 8.28 23.13 9.15 
init. time 
After 4 24.63 33.32 5.78 27.17 9.10 
days at 50° C. 
GOD -Lactitol 33.82 25.88 8.82 20.41 11.07 
init. time 
After 4 days 27.24 27.53 8.56 1982 16.85 
at SO C. 
GOD-HPCD 29.81 25.75 8.46 23.10 12.88 
init. time 
After 4 days 17.15 15.75 6.12 31.67 29.31 
at SO C. 
GOD-MOPEG 25.45 28.23 9.62 22.52 14.18 
init. time 
After 4 days 15.87 30.91 8.91 28.68 15.63 
at SO C. 
GOD-gelatin 31.05 34.OS 7.05 23.13 4.72 
init. time 
After 4 days 23.49 26.2 8.58 16.24 25.49 
at SO C. 
GOD - Sucrose 30.12 29.68 11.03 19.75 9.42 
init. time 
After 4 days 24.68 23.75 9.58 31.53 10.46 
at SO C. 

0436 Conclusion: 
0437 Soluble glucose oxidase lost 75% of its C-helical 
content within only 6 hours at 50° C. 
0438. The sugars lactitol, sucrose and trehalose were the 
most effective excipients in preventing loss of C-helical con 
tent upon storage at an elevated temperature. Glucose oxidase 
crystals formulated in lactitol. Sucrose and trehalose and dried 
by method 4 showed only an 18.1-19.4% loss of C-helical 
structural content after 4 days at 50° C. 

Example 32 

Drying of Candida rugosa Lipase Crystals 
0439. Materials: 

0440 A Candida rugosa lipase (Example 1) 
0441 B Poly(ethylene glycol), 100% PEG 200, 300, 
400, or 600 

0442 C-acetone 
0443 Procedure: 
0444. A 4 ml aliquot of crystal suspension (140 mg) is 
added to four 15 ml tubes. Next, the suspension is centrifuged 
at between 1000 to 3000 RPM for between 1 to 5 minutes or 
until the crystallization buffer is removed. Then, 4 ml of 
liquid polymer (any PEG between 200 to 600 is suitable) is 
added to each tube and the contents are mixed until homoge 
neous. The suspension is centrifuged at between 1000 to 3000 
RPM for between 1 to 5 minutes or until the liquid polymer is 
removed. Next, 4 ml of acetone (isopropanol, butanol and 
other solvents are also suitable) is added to each tube and 
mixed well. The crystal/organic solvent Suspensions are 
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transferred to 0.8 cmx4 cm BIO-RAD poly-prep chromatog 
raphy columns (spin columns). The columns are centrifuged 
at 1000 RPM for 1 to 5 minutes to remove the organic solvent. 
Finally, nitrogen gas is passed through the column to dry the 
crystals until a free flowing powder results. 

Example 33 

Purafect (Protease) 4000 L Crystallization 

0445 
0446 
0447 

Materials: 
A crude purafect 4000 L 
B–15% NaSO solution 

0448 Procedure: 
0449 One volume of crude purafect enzyme solution is 
mixed with two volumes of 15% NaSO solution. The mix 
ture is stirred for 24 hr at room temperature or until the 
crystallization is completed. The crystals are washed with 
15% NaSO solution to eliminate the soluble enzyme. The 
crystals are suspended in fresh 15% NaSO solution to yield 
a protein concentration of 27 mg/ml. 

Example 34 

Drying of Purafect Crystals 

0450 Materials: 
0451 A purafect crystals suspension 
0452 B Poly(ethylene glycol), 100% PEG 200, 300, 
400, or 600 

0453 C. Organic solution 
0454 Procedure: 
0455. A 4 ml aliquot of crystal suspension (140 mg) is 
added to four 15 ml tubes. Next, the suspension is centrifuged 
at between 1000 to 3000 RPM for between 1 to 5 minutes or 
until the crystallization buffer is removed. Then, 4 ml of 
liquid polymer (any PEG between 200 to 600 is suitable) is 
added to each tube and the contents are mixed until homoge 
neous. The suspension is centrifuged at between 1000 to 3000 
RPM for between 1 to 5 minutes or until the liquid polymer is 
removed. Next, 4 ml of acetone (isopropanol, butanol and 
other solvents are also suitable) is added to each tube and 
mixed well. The crystal/organic solvent Suspensions are 
transferred to 0.8 cmx4 cm BIO-RAD poly-prep chromatog 
raphy columns (spin columns). The columns are centrifuged 
at 1000 RPM for 1 to 5 minutes to remove the organic solvent. 
Finally, nitrogen gas is passed through the column to dry the 
crystals until a free flowing powder results. 

Example 35 

Producing DNA for Crystallization 

0456 Plasmids derived from puC plasmids, such as 
pSP64, may be used to produce either DNA or mRNA for 
crystallization. In this example, plasmid pSP64 (available 
from Promega Biological Research Products) is used to gen 
erate DNA for crystallization. The cDNA coding for the pro 
tein of interest is inserted into any of a number restriction sites 
available in the multiple cloning site. The recombinant plas 
mid is then used to transform E. coli bacteria. Next, large 
amounts of plasmid are obtained by growth of the bacteria in 
ampicillin containing medium. The techniques for producing 
the recombinant plasmid, transforming E. coli cells and for 
bacterial growth and plasmid DNA preparation are described 
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in detail in “Molecular Cloning, 2nd Edition’ (1989) Sam 
brook, J., Fritsch, E. F. and T. Maniatis. 
0457 Plasmid DNA is subsequently purified from the bac 

terial cultures by first lysing the cells and then separating the 
plasmid DNA from the genomic DNA, RNA and other cel 
lular materials using CsCl gradients. These techniques are 
well known in the art and are discussed in detail in Sambrook 
et al. The gradient purified DNA is extracted with Tris-EDTA 
buffer saturated N-butanol and finally ethanol. Next, plasmid 
DNA is subjected to either linearization of the plasmid, for 
use in the generation of mRNA for RNA crystallization (Ex 
ample 36) or excision of the gene of interest for DNA crys 
tallization (Example 37). 

Example 36 

Producing mRNA for Crystallization 

0458. The SP64 plasmid in combination with SP6 RNA 
Polymerase (available from Promega Biological Research 
Products) are used for the generation of milligram quantities 
of 5' capped RNA transcripts. The plasmid prepared in 
Example 35, prior to excision of the gene, is linearized with a 
restriction enzyme downstream of the poly A tail. The linear 
plasmid is purified by 2 phenol/chloroform and 2 chloroform 
extractions. DNA is next precipitated with NaOAc (0.3M) 
and 2 volumes of EtOH. Next, the pellet is resuspended at 
approximately 1 mg/ml in DEPC-treated distilled and deion 
ized water. 

0459 Transcription is carried out in a buffer composed of 
400 mM Tris HCl (pH 8.0), 80 mM MgCl, 50 mM DTT and 
40 mM spermidine. The Subsequent reagents are added in 
order to one volume of DEPC-treated water at room tempera 
ture: 1 volume SP6 RNA polymerase transcription buffer; 
rATP, rCTP and rUTP to 1 mM concentration; rGTP to 0.5 
mM concentration; 7meC(5')ppp(5')G cap analog (New 
England Biolabs, Beverly, Mass., 01951) to 0.5 mM concen 
tration; the linearized DNA template prepared above to 0.5 
mg/ml concentration; RNAs in (Promega, Madison, Wis.) to 
2000 U/ml concentration; and SP6 RNA polymerase 
(Promega, Madison, Wis.) to 3000 U/ml concentration. The 
transcription mixture is incubated for 1 hour at 37°C. 
0460. The DNA template is then digested by adding 2U 
RQ1 DNAse (Promega) per microgram of DNA template 
used. The digestion reaction is carried out for 15 minutes. The 
transcribed RNA is extracted twice with chloroform/phenol 
and twice with chloroform. The supernatant solution is pre 
cipitated with 0.3M NaOAc in 2 volumes of EtOH and the 
pellet is resuspended in 100 ml DEPC-treated deionized 
water per 500 ml transcription product. Finally, the superna 
tant solution is passed over an RNAse-free Sephadex G50 
column (Boehringer Mannheim #100 411). The resultant 
mRNA is sufficiently pure to be used crystallization. 

Example 37 

DNA Crystallization 

0461) Materials: 
0462 A Purified plasmid DNA (Example 35) 
0463 B spermine 
0464 C MPD (2-Methyl-2,4-Pentanediol) 
0465 D–5 mM Ca Acetate buffer pH 7.0 
0466 E. Deionized water 
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0467 Procedure: 
0468. The amplified DNA (Example 35) is removed from 
the plasmid by restriction digestion. The inserted gene is 
purified from the plasmid vehicle by agarose gel electro 
phoresis and extraction of the gene of interest from the gel 
band of the appropriate molecular weight. 
0469. Using the hanging drop technique, DNA at 5 mg/ml 
in 5 mM CalAcetate/20% MPD/1 mM spermine buffer at pH 
7.0 is incubated at room temperature until 90% of the DNA 
has crystallized. The resulting crystals are washed with crys 
tallization buffer to remove all the soluble material from the 
crystals. Then, the crystals are resuspended in fresh crystal 
lization buffer to achieve a DNA concentration of 5 mg/ml. 

Example 38 

RNA Crystallization 

0470 Materials: 
0471. A Purified mRNA (Example 36) 
0472 B spermine 
0473 C MPD (2-Methyl-2,4-Pentanediol) 
0474 D-5 mM Ca Acetate buffer pH 7.0 
0475 E. Deionized water 

0476 Procedure: 
0477 Using the hanging drop technique, RNA (Example 
36) at 5 mg/ml in 5 mM CalAcetate/20% MPD/1 mM sper 
mine buffer at pH 7.0 is incubated at room temperature until 
90% of the RNA has crystallized. The resulting crystals are 
washed with crystallization buffer to remove all the soluble 
material from the crystals. Then the crystals are resuspended 
in fresh crystallization buffer to achieve RNA concentration 
of 5 mg/ml. 

Example 39 

Induction of an Immune Response to HIV gp120 
Using DNA Crystals 

0478 DNA, coding for HIV gp160, is prepared according 
to the methods of Examples 36 and 37. Crystals of HIV gp160 
are then used for immunization of mice. Many genetic clones 
of both primary and laboratory isolates of HIV are available 
from the Aids Research and Reagent Program, National Insti 
tutes of Allergy and Infectious Diseases, Rockville Md. 
20852, for designing vaccines which induce broad neutraliz 
ing immunity. 
0479. The DNA crystals are maintained in the crystalliza 
tion buffer and 200 ul/mouse is injected into the rear hind leg. 
The development of an immune response to gp120 is deter 
mined by measuring serum antibodies to the corresponding 
V3 loop peptide in ELISA on a monthly basis. 

Example 40 

Induction of an Immune Response to HIV-gp120 
Using mRNA Crystals 

0480 RNA coding HIV gp160 is prepared according to 
the methods of Examples 35, 36 and 38. Crystals of HIV 
gp160 mRNA are used for the immunization of mice. Various 
primary and laboratory isolates of HIV are available from the 
Aids Research and Reagent Program, National Institutes of 
Allergy and Infectious Diseases, Rockville Md. 20852, for 
designing vaccines which induce broad. neutralizing immu 
nity. 
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0481. The RNA crystals are maintained in the crystalliza 
tion buffer and 200 ul/mouse is injected into the rear hind leg. 
The development of an immune response to gp120 is deter 
mined by measuring serum antibodies to the corresponding 
V3 loop peptide in ELISA on a monthly basis. 

Example 41 

Oligo DNA Crystallization 

0482 Materials: 
0483 A Synthetic Oligo DNA 
0484 B spermine 
0485 C MPD (2-Methyl-2,4-Pentanediol) 
0486 D–5 mM Ca Acetate buffer pH 7.0 
0487. E. Deionized water 

0488 Procedure: 
0489. Using the hanging drop t hnique, synthetic oligo 
DNA at 5 mg/ml in 5 mM Mg Acetate/30% MPD/1 mM 
spermine buffer at pH 7.0 is incubated at room temperature 
until 90% of the DNA has crystallized. The resulting crystals 
are washed with crystallization buffer to remove all the 
soluble material from the crystals. Then, the crystals are 
resuspended in fresh crystallization buffer to achieve a DNA 
concentration of 5 mg/ml. 

Example 42 

Antisense DNA Administration for Inhibition of 
Gene Expression 

0490 Oligo DNA crystals coding for DNA sequences 
which are complementary to the sense strand of an mRNA 
species which is to be suppressed are generated as in Example 
41. Next, the crystals or a formulation containing the crystals 
is administered to the site where gene expression is intended 
to be inhibited. Subsequently, cells will take up the DNA 
crystals or dissolved DNA and the oligo DNA and host 
mRNA will form complementary base pairs and gene expres 
sion will be inhibited for a time. 

Encapsulated Protein Crystals 

Example 43 

Large Scale Crystallization of Pseudomonas cepacia 
Lipase 

0491. A slurry of 15 kg crude Pseudomonas cepacialipase 
(PS 30 lipase-Amano) (“LPS) was dissolved in 100 L 
distilled deionized water and the volume brought to 200 L 
with additional distilled deionized water. The suspension was 
mixed in an Air Drive Lightning mixer for 2 hours at room 
temperature and then filtered through a 0.5um filter to remove 
celite. The mixture was then ultrafiltered and concentrated to 
10 L (121.4 g) using a 3K hollow fiber filter membrane 
cartridge. Solid calcium acetate was added to a concentration 
of 20 mM Ca(CHCOO). The pH was adjusted to 5.5 with 
concentrated acetic acid, as necessary. The mixture was 
heated to and maintained at a temperature of 30° C. Magne 
sium sulfate was added to a 0.2M concentration, followed by 
glucoponto a 1% concentration. Isopropanol was then added 
to a final concentration of 23%. The resulting solution was 
mixed for 30 minutes at 30°C., then cooled from 30°C. to 12° 
C. over a 2 hour period. Crystallization was then allowed to 
proceed for 16 hours. 
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0492. The crystals were allowed to settle and soluble pro 
tein was removed using a peristaltic pump with tygon tubing 
having a 10 ml pipette at its end. Fresh crystallization solution 
(23% isopropyl alcohol, 0.2MMgSO 1% glucopon, 20 mM 
Ca(CHCOO), pH 5.5) was added to bring the concentration 
of protein to 30 mg/ml (O.D. 280 of a 1 mg/ml solution=1.0, 
measured using a spectrophotometer at wavelength 280). The 
crystal yield was about 120 grams. 

Crosslinked LPS Crystals 
0493 Crosslinked Pseudomonas cepacia lipase crystals, 
sold under the name ChiroCLEC-PC", are available from 
Altus Biologics, Inc. (Cambridge, Mass.) were used to pro 
duce formulations according to Example 48. Alternatively, 
lipase crystals as prepared above may be crosslinked using 
any conventional method. 

Example 44 

Crosslinking of Glucose Oxidase Crystals 
0494. We then crosslinked the glucose oxidase crystals 
prepared in Example 21 as follows. The crosslinking proce 
dure involved glutaraldehyde, or glutaraldehyde pretreated 
with either Tris buffer (2-amino-2-hydroxymethyl-1,3-pro 
panediol), lysine or diaminooctane. 
0495. The crosslinking was performed using 60 mg of 
protein. Tris pretreated glutaraldehyde (48 mg Tris-base/g 
glutaraldehyde) was added to concentrations of 0.2 and 0.6 
g/g GO crystals suspended in 0.2 M sodium phosphate at pH 
7.0. Reactions were allowed to proceed for two hours at room 
temperature. After two hours, the crystals were filtered and 
washed over glas fiber paper. 
0496 The crosslinked crystals were encapsulated as 
described in Example 48. No differences were encountered in 
the encapsulation process between the variously crosslinked 
crystals. A representative sample is shown in FIG. 21. 

Example 45 

Crosslinked Candida rugosa Lipase Crystals 
0497 Crosslinked Candida rugosa lipase crystals, sold 
under the name ChiroCLEC-CRTM, are available from Altus 
Biologics, Inc. (Cambridge, Mass.) and were used to produce 
formulations according to Example 48. Alternatively, lipase 
crystals as prepared above, may be crosslinked using any 
conventional method. 

Example 46 

Crosslinking of Human Serum Albumin Crystals 
0498 Crosslinking was performed on the human serum 
albumin crystals prepared in Example 10. The crosslinking 
reaction was performed at 4°C. in a stirred solution of crystals 
in the mother liquor containing 50% saturated ammonium 
Sulfate. The crystals were not washed prior to crosslinking 
with borate-pretreated glutaraldehyde. 
0499 Pretreated glutaraldehyde was prepared by adding 
one volume of 50% glutaraldehyde (“GA) to an equal vol 
ume of 300 mM sodium borate at pH 9. The glutaraldehyde 
solution was then incubated at 60° C. for 1 hour. The solution 
was cooled to room temperature and the pH was adjusted to 
5.5 with concentrated HC1. Next, the solution was rapidly 
cooled on ice to 4°C. 
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(0500. The pretreated glutaraldehyde (25%) was added to 
the crystallization solution in a stepwise fashion, using 0.05% 
increments (total concentration) at 15 minute intervals to a 
concentration of 2%. Aliquots of the crystallization solution 
used ranged between 1 ml and 500 ml volume. The crystals 
were then brought to 5% GA and incubated at 4° C. for 4 
hours to allow crosslinking. Finally, albumin crosslinked 
crystals were collected by low speed centrifugation and 
washed repeatedly with pH 7.5, 100 mM Tris HC1. Washing 
was stopped when the crosslinked crystals could be centri 
fuged at high speed without aggregation. 

Example 47 

Crosslinking of Penicillin Acylase 

0501 Pretreated glutaraldehyde was prepared by the 
method of Example 46. 
0502. The pretreated glutaraldehyde (25%) was added to 
the crystallization solution in a stepwise fashion, using 0.05% 
increments (total concentration) at 15 minute intervals to a 
concentration of 1.5%. Aliquots of the crystallization solution 
used ranged between 1 ml and 500 ml volume. Finally, 
crosslinked crystals were collected by low speed centrifuga 
tion and washed repeatedly with pH 7.5, 100 mM Tris HC1. 
Washing was stopped when the crosslinked crystals could be 
centrifuged at high speed without aggregation. 

Example 48 

Microencapsulation of Protein Crystals in 
Polylactic-Co-Glycolic Acid (PLGA) 

0503 A. Glycoproteins, Proteins, Enzymes Hormones, 
Antibodies and Peptides 
0504 Microencapsulation was performed using 
uncrosslinked crystals of lipase from Candida rugosa and 
Pseudomonas cepacia, glucose oxidase from Aspergillus 
niger and Penicillin acylase from Escherichia coli. Further, 
microencapsulation was performed using crosslinked 
enzyme crystals of lipase from Candida rugosa, glucose oxi 
dase from Aspergillris niger and Penicillin acylase from 
Escherichia coli. Table 13 shows the approximate average 
diameters of samples of the microspheres which were pro 
duced by this example. In addition, human serum albuminor 
any other protein crystals or protein crystal formulation pro 
duced may be encapsulated by this technique. 

TABLE 13 

Microspheres Produced 

Crosslinked Crosslinked 
Crystals Crystals 

Microspheres Diameter Im Diameter Im 

Candida rugosa lipase 90 90 
Glucose oxidase 50 50 
Penicillin acylase 90 70 
Lipase from Pseudomonas cepacia (slurry) 60 

(0505 B. Preparation of Dry Crystals: 
0506 Crystals or crystal formulations dried according to 
Example 6 may each be used to produce the microspheres of 
this invention. One process for drying protein crystals for use 
in this invention involves air drying. 
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0507. Approximately 500 mg each of Candida rugosa 
lipase. crystals from Example 1 (uncrosslinked and 
crosslinked), glucose oxidase from Examples 21 and 44 (un 
crosslinked and crosslinked) and Penicillin acylase from 
Examples 14 and 47 (uncrosslinked and crosslinked) were air 
dried. First, the mother liquor was removed by centrifugation 
at 3000 rpm for 5 minutes. Next, the crystals were at 25°C. in 
the fume hood for two days. 
0508 C. Polymer and Solvents 
0509. The polymer used to encs elate the protein crystals 
was PLGA. PLGA was purchased as 50/50 Poly(DL-lactide 
co-glycolide) from Birmingham Polymers, Inc. from Lot No. 
D97188. This lot had an inherent viscosity of 0.44 dl/g in 
HFIP(a 30° C. 
0510. The methylene chloride was spectroscopic grade 
and was purchased from Aldrich Chemical Co. Milwaukee, 
Wis. The poly vinyl alcohol was purchased from Aldrich 
Chemical Co. Milwaukee, Wis. 
0511 D. Encapsulation of Crystals in PLGA: 
0512. The crystals were encapsulated in PLGA using a 
double emulsion method. The general process was as follows, 
either dry protein crystals or a slurry of protein crystals was 
first added to a polymer solution in methylene chloride. The 
crystals were coated with the polymer and became nascent 
microspheres. Next, the polymer in organic solvent Solution 
was transferred to a much larger Volume of an aqueous solu 
tion containing a surface active agent. As a result, the organic 
Solvent began to evaporate and the polymer hardened. In this 
example, two successive aqueous solutions of decreasing 
concentrations of emulsifier were employed for hardening of 
the polymer coat to form microspheres. The following pro 
cedure was one exemplification of this general process. Those 
of skill in the art of polymer Science will appreciate that many 
variations of the procedure may be employed and the follow 
ing example was not meant to limit the invention. 
0513 1.0 Use of Dry Protein Crystals 
0514 Dry crystals of crosslinked and uncrosslinked Can 
dida rugosa lipase produced according to Example 1, 
crosslinked and uncrosslinked glucose oxidase produced 
according to Examples 21 and 45, crosslinked and 
uncrosslinked penicillin acylase produced according to 
Example 14 and 47, were weighed into 150 mg samples. The 
weighed protein crystals were then added directly into a 15 ml 
polypropylene centrifuge tube (Fisher Scientific) containing 
2 ml of methylene chloride with PLGA at 0.6 g PLGA/ml 
solvent. The crystals were added directly to the surface of the 
solvent. Next, the tube was thoroughly mixed by vortexing for 
2 minutes at room temperature to completely disperse the 
protein crystals in the solvent with PLGA. The crystals were 
allowed to become completely coated with polymer. Further 
Vortexing or agitation may be used to keep the nascent micro 
spheres Suspended to allow further coating. The polymer may 
be hardened as described in section 3.0. 

2.0 Use of a Protein Crystal Slurry 
0515. A crystal slurry of Pseudomonas cepacialipase was 
produced using approximately 50 mg of crystals per 200ll of 
mother liquor. The crystal slurry was rapidly injected into a 15 
ml polypropylene centrifuge tube (Fisher Scientific) with 2 
ml of a solution of methylene chloride and poly(lactic-co 
glycolic acid) at 0.6 g. PLGA/ml solvent. The needle was 
inserted below the surface of the solvent and injected into the 
solution. In this case, 150 mg of total protein, or 600 ul of 
aqueous solution, was injected. The injection was made using 
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a plastic syringe Leur-lok (Becton-Dickinson & Company) 
and through a 22 gauge (Becton-Dickinson & Company) 
stainless steel needle. Next, the protein crystal-PLGA slurry 
was mixed thoroughly by Vortexing for 2 minutes at room 
temperature. The crystals were allowed to be completely 
coated with polymer. Further Vortexing or agitation was 
optionally used to keep the nascent microspheres suspended 
to allow further coating. 

3.0 Hardening the Polymer Coating 

0516 A two step process was employed to facilitate the 
removal of methylene chloride from the liquid polymer coat 
and allow the polymer to harden onto the protein crystals. The 
difference between the steps is that the concentration of emul 
sifier was much higher in the first solution and the volume of 
the first solution is much smaller than the second. 
0517. In the first step, the polymer coated crystal and 
methylene chloride Suspension was added dropwise to a 
stirred flask of 180 ml of 6% polyvinyl alcohol (hereinafter 
“PVA’) in water with 0.5% methylene chloride at room tem 
perature. This solution was mixed rapidly for 1 minute. 
0518. In step two, the first PVA solution containing the 
nascent microspheres was rapidly poured into 2.4 liters of 
cold (4°C.) distilled water. This final bath was mixed gently 
at 4°C. for 1 hr with the surface of the solution under nitrogen. 
After 1 hr., the microspheres were filtered using 0.22 an filter 
and washed with 3 liters of distilled water containing 0.1% 
Tween 20 to reduce agglomeration. 

Example 49 

Production of Encapsulated Crystals 

0519 Encapsulated microspheres of Pseudomonas cepa 
cia lipase are prepared by phase separation techniques. The 
crystalline LPS prepared in Example 43 is encapsulated in 
polylactic-co-glycolic acid (“PLGA') using a double emul 
sion method. A 700 mg aliquot of protein crystals is injected 
in methylene chloride containing PLGA (0.6 g. PLGA/ml 
solvent; 10 ml). The mixture is homogenized for 30 sec at 
3,000 rpm, using a homogenizer with a microfine tip. The 
resulting suspension is transferred to a stirred tank (900 ml) 
containing 6% poly (vinyl alcohol) (PVA) and methylene 
chloride (4.5 ml). The solution is mixed at 1,000 rpm for 1 
min. The microspheres in the PVA solution are precipitated 
by immersion in distilled water, washed and filtered. The 
microspheres are thenwashed with distilled water, containing 
0.1% Tween, to reduce agglomeration and dried with nitrogen 
for 2 days at 4°C. 

Example 50 

A. Protein Content of Microspheres 

0520. The total protein content of the microspheres pre 
pared in Example 48 was measured. Triplicate samples of 25 
mg of the PLGA/PVA microspheres were incubated in 1 N 
sodium hydroxide with mixing for 48 hrs. The protein content 
was then estimated using Bradford's method (M. M. Brad 
ford, Analytical Biochemistry, vol. 72, page 248-254 (1976)) 
and a commercially available kit from BioRad Laboratories 
(Hercules, Calif.). The protein containing microspheres were 
compared to PLGA microspheres without any crystals and is 
shown in Table 14. 
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TABLE 1.4 

Protein Content of Microspheres 

Protein (%) Protein (%) 
Crosslinked Uncrosslinked 

Microspheres Crystals Crystals 

Unloaded PLGA Microspheres O 
Candida rugosa lipase 30 2O 
Glucose oxidase 35 28 
Penicillin acylase 27 25 
Lipase from Pseudomonas cepacia (slurry) 39 

0521. The activity per milligram or specific activity of 
selected samples from Table 14 was determined and is shown 
in Table 15. 

TABLE 1.5 

Specific Activity 

Activity/mg Activity/mg 
Crosslinked Uncrosslinked 

Microspheres Crystals Crystals 

Unloaded PLGA Microspheres O O 
Candida rugosa lipase 413 
Penicillin acylase 9.63 
Lipase from Pseudomonas cepacia (slurry) 1414 

Example 51 

Protein Release from Microspheres 
0522 The release of protein from the PLGA microspheres 
prepared in Example 48 was measured by placing 50 mg of 
protein encapsulated PLGA microspheres in microcentrifuge 
filtration tubes containing 0.22 Lum filters. Next, 600 ul of 
release buffer (phosphate buffered saline with 0.02% Tween 
20 at pH 7.4) was added to the microspheres on the retentate 
side of the filter. The tubes were incubated at 37° C. to allow 
dissolution. To measure the amount of protein released with 
time, samples were taken at different time intervals. The tube 
was centrifuged at 3000 rpm for 1 minute and the filtrate was 
removed for protein activity and total protein measurements. 
The microspheres were then resuspended with another 600 ul 
of release buffer. 
0523 A. Total Protein Released From Microspheres 
0524 Table 16 shows that almost 90% of the input protein 
was recovered in all cases. In addition, the percentage of total 
Pseudomonas cepacia lipase released from the microencap 
Sulated protein crystals was relatively constant for approxi 
mately 5.7 days or until more than 80% of the input protein 
had been released at a rate of 15.8%/day. This long rapid 
release was followed by eight days with a only 0.6% release 
per day. 
0525. In contrast, Table 16 further shows that Candida 
rugosa lipase crystals displayed the opposite profile, display 
ing first a slow release which was followed by a rapid release 
phase. In the first three days, about 10% of the protein was 
released with a shallow slope of 2.4%/day. From day 4 to day 
14, another 80% of the protein was released in a linear fashion 
and a slope of 7.5%/day. The release profiles shown in Table 
16 were obtained at 37° C. and at pH 7.4. 
0526. These data illustrate that the encapsulated proteins 
of this invention are suitable for biological delivery of thera 
peutic proteins. Various rates of delivery can be selected by 
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manipulating the choice of protein crystal, size of the crystals, 
crosslinking of the crystals, the hydrophobic and hydrophilic 
characteristics of the encapsulating polymer, the number of 
encapsulations, dose of microspheres and other easily con 
trollable variables. 

TABLE 16 

Protein Release From MicroSpheres 

% Input Pseudomonas % Input Candida 
Time (hr) cepacia Lipase Released rtigosa lipase Released 

O O O 
18 28 2 
41 56 5 
89 75 10 
137 82 22 
210 84 34 
234 85 47 
306 86 70 
330 87 86 

0527 B. Protein Activity Released from Microspheres 
0528. The biological activity of the protein released with 
time was measured using the olive oil assay for lipase micro 
spheres. These results are shown in Table 17. 
0529. The biological activity of the released protein, as 
shown in Table 17, demonstrates that the microspheres pro 
tect and release active protein. The cumulative percent activ 
ity released, calculated based on the amount of input protein, 
was closely correlated with the total protein released (com 
pare Table 16 and Table 17). The two different crystallipases 
released essentially 100% active protein. Even after 7 days of 
immersion at 37° C., the protein that was released from the 
microspheres was fully active. 

TABLE 17 

Activity of Released Protein 

% Input Pseudomonas 
cepacia Lipase 

% Input Candida 
Rigosa lipase 

Time (hr) Activity Released Activity Released 

O O O 
18 28 2 
41 56 5 
89 75 10 

137 82 22 
210 84 34 
234 85 47 
306 86 70 
330 87 86 

0530. The activity measurements set forth above were 
made using the olive oil assay described in Example 8. 

Example 52 

Microscopic Examination of PLGA Microspheres 

0531. In order to visualize whether the crystals were intact 
after encapsulation, PLGA microspheres prepared according 
to Example 48 were examined under an Olympus BX60 
microscope equipped with DXC-970MD 3CCD Color Video 
Camera with Camera Adapter (CMAD2) with Image ProPlus 
software. Samples of dry microspheres were covered with a 
glass coverslip, mounted and examined under 10x magnifi 
cation, using an Olympus microscope with an Olympus 
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UPLAN F1 objective lens 10x/0.30PH1 (phase contrast), the 
crystals were readily visualized and the crystal size deter 
mined. Microsphere and crystal sizes were determined using 
Image Pro Software from Olympus and 0.5-150 um sizing 
beads provided by the manufacturer. The size of the outer 
PLGA microspheres was determined, as well as for the crys 
tals. 

0532 FIG. 17 depicts crosslinked enzyme crystals of 
lipase from Candida rugosa encapsulated by the method of 
Example 48. The crystal size was approximately 25 an and the 
microspheres were approximately 90 Lum. The magnification 
was 250x. 

0533 FIG. 18 depicts uncrosslinked enzyme crystals of 
lipase from Candida rugosa encapsulated by the method of 
Example 48. The crystal size was approximately 25um and 
the microspheres were approximately 120 um. The magnifi 
cation was 250x. 

0534 FIG. 19 depicts crosslinked enzyme crystals of 
Penicillin acylase from Escherichia coli encapsulated by the 
method of Example 48. The crystal size was approximately 
25um and the microspheres were approximately 70 Lum. The 
magnification was 250x. 
0535 FIG. 20 depicts uncrosslinked enzyme crystals of 
Penicillin acylase from Escherichia coli encapsulated by the 
method of Example 48. The crystal size was approximately 
50 um and the microspheres were approximately 90 Lum. The 
magnification was 250x. 
0536 FIG. 21 depicts crosslinked enzyme crystals of glu 
cose oxidase from Aspergillus niger encapsulated by the 
method of Example 48. The crystal size ranged from 0.5 to 1 
Am and the microspheres were approximately 50 lum. The 
magnification was 500x. 
0537 FIG. 22 depicts uncrosslinked enzyme crystals of 
glucose oxidase from Aspergillus niger encapsulated by the 
method of Example 48. The crystal size ranged from 0.5 to 1 
um and the microspheres were approximately 50 um. The 
magnification was 500x. 
0538 FIG. 23 depicts uncrosslinked enzyme crystals of 
lipase from Pseudomonas cepacia, encapsulated as a slurry in 
the mother liquor by the method of Example 48. The crystal 
size was approximately 2.5 Am and the microspheres were 
approximately 60 lum. The magnification was 500x. 
0539 FIG. 24 depicts uncrosslinked enzyme crystals of 
lipase from Pseudomonas cepacia. The crystal size was 
approximately 2.5 m. The magnification was 1000x. 

Example 53 

Protein Release 

(0540. The release of proteins from the PLGA micro 
spheres is measured by placing 50 mg of PLGA microspheres 
in micro-centrifuge filtration tubes containing 0.22um filters. 
A 600 ul aliquot of release buffer (10 mM HEPES, pH 7.4, 
100 mM. NaCl, 0.02% Tween, 0.02% azide) is added to sus 
pend the microspheres on the retentate side of the filter. The 
tubes are sealed with 3 cc vial stoppers and covered by para 
film. The microspheres are then incubated at 37° C. Samples 
are taken over time by centrifugation (13,000 rpm, 1 min) of 
the tubes. The filtrate is removed and the microspheres are 
resuspended with 600 ul of the release buffer. The quality of 
the released protein is assayed by SEC-HPLC and enzymatic 
activity. 
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0541. The shape and size of the protein crystals may be 
chosen to adjust the rate of dissolution or other properties of 
the protein crystal formulations of this invention. 

Example 54 

Encapsulation of Lipase Crystals Using a Biological 
Polymer 

0542 Biological polymers are also useful for encapsulat 
ing protein crystals. The present example demonstrates 
encapsulation of crosslinked and uncrosslinked crystals of 
Candida rugosa lipase crystals. The uncrosslinked and 
crosslinked crystals were prepared as described in Example 1 
and 45. Antibodies and chemicals were purchased from 
Sigma. 

1.0 Preparation of Coated Crystals 

0543. A solution of 1.5 ml of bovine serum albumin 
(“BSA) at 10 mg/ml was prepared, in 5 mM phosphate 
buffer adjusted to pH 7. Next, 15 ml of a 10 mg/ml suspension 
of Candida rugosa lipase crystals was prepared in 5 mM 
K/Na phosphate buffer, 1 M NaCl, at pH 7 (“buffer”). The 
BSA solution was added to the crystal solution and the two 
Solutions were mixed thoroughly. The crystals were incu 
bated in the BSA for 30 min with slow mixing using an orbital 
shaker. Following the incubation with BSA, the crystals were 
dryed overnight by vacuum filtration. The dryed crystals were 
resuspended in buffer without albumin. The crystals were 
washed with buffer until no protein could be detected in the 
wash as measured by absorbance at 280 nm or until the 
Aco was <0.01. The crystals were recovered by low speed 
centrifugation. 

2.0 Detection of the Albumin Coat 

0544 The coated crystals were evaluated by Western blot 
ting to confirm the presence of the albumin layer Following 
washing, coated protein crystals were incubated in 100 mM 
NaOH overnight to dissolve the microspheres into the con 
stituent proteins. The samples were neutralized, filtered and 
analyzed by SDS-PAGE immunoblot according to Sambrook 
et al. “Molecular Cloning: A Laboratory Manual, Cold 
Spring Harbor Laboratory Press, Cold Spring Harbor, N.Y. 
(1989). 
0545. The results of SDS-PAGE immunoblot of both albu 
min coated crosslinked and uncrosslinked crystal micro 
spheres of Candida rugosa lipase revealed a single immu 
noreactive species having the same molecular weight as 
albumin. 
0546 Samples of the albumin coated crosslinked and 
uncrosslinked crystal microspheres of Candida rugosa lipase 
were incubated with a fluorescene-labeled anti-BSA antibod 
ies which specifically recognize and bind to bovine serum 
albumin. Next, excess antibody was removed thorough wash 
ing with phosphate buffer. Microscopic examination of these 
fluorescently labeled albumin coated crystal microspheres 
under a fluorscent microscope revealed specific fluorescene 
labeling of the microspheres. Uncoated lipase crystals were 
used as control and these showed no specific binding of the 
antibody. 
(0547. While we have hereinbefore described a number of 
embodiments of this invention, it is apparent that our basic 
constructions can be altered to provide other embodiments 
which utilize the processes and compositions of this inven 
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tion. Therefore, it will be appreciated that the scope of this 
invention is to be defined by the claims appended hereto 
rather than by the specific embodiments which have been 
presented hereinbefore by way of example. 

1. A formulation, said formulation comprising: 
(a) a protein crystal, and 
(b) at least one polymeric carrier, wherein said formulation 

is encapsulated within a matrix of said polymeric carrier 
such that the formulation is characterized by at least a 60 
fold greater shelf life when stored at 50° C. than the 
soluble form of said protein in solution at 50° C., as 
measured by T. 

2.-10. (canceled) 
11. The formulation according to claim 1, wherein said 

protein is a therapeutic protein. 
12. The formulation according to claim 11, wherein said 

therapeutic protein is an antibody. 
13. The formulation according to claim 11, wherein said 

therapeutic protein is a vaccine antigen. 
14. (canceled) 
15. The formulation according to claim 1, wherein said 

ingredient is further comprising an excipient. 
16. The formulation according to claim 15, wherein said 

excipient is selected from the group consisting of Sucrose, 
trehalose, lactitol, gelatin, hydroxypropyl-3-cyclodextrin, 
methoxypolyethylene glycol and polyethylene glycol. 

17-30. (canceled) 
31. A method of treating a mammal comprising the step of 

administering to the mammal an effective amount of the 
formulation according to claim 1. 

32. (canceled) 
33. (canceled) 
34. A composition for the release of a protein, said com 

position comprising: 
(a) a protein crystal formulation, and 
(b) at least one polymeric carrier, wherein said formulation 

is encapsulated withina matrix of said polymeric carrier, 
and wherein said formulation is characterized by at least 
a 59 fold greater shelflife when stored at 40° C. and 75% 
humidity than the nonformulated form of said protein 
crystal when stored at 40° C. and 75% humidity, as 
measured by T. 

35.-41. (canceled) 
42. The composition according to claim 34, wherein said 

protein is a therapeutic protein. 
43. The composition according to claim 42, wherein said 

therapeutic protein is selected from the group consisting of 
antibodies and, human growth hormones. 

44. The composition according to claim 42, wherein said 
therapeutic protein is a vaccine antigen. 

45.-47. (canceled) 
48. The composition according to claim 34, wherein said 

polymeric carrier is a biodegradable polymer. 
49. The composition according to claim 34 wherein said 

polymeric carrier is a biocompatible polymer. 
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50. The composition according to claim 34 wherein said 
polymeric carrier is a polymer selected from one or more of 
the group consisting of poly (acrylic acid), poly (cyanoacry 
lates), poly(amino acids), poly (anhydrides), poly (depsipep 
tide), poly (esters), poly (lactic acid), poly (lactic-co-glycolic 
acid) or PLGA, poly (B-hydroxybutryate), poly (caprolac 
tone), poly (dioxanone); poly (ethylene glycol), poly ((hy 
droxypropyl)methacrylamide, poly (organo)phosphaZene. 
poly (ortho esters), poly (vinyl alcohol), poly (vinylpyrroli 
done), maleic anhydride-alkyl vinyl ether copolymers, plu 
ronic polyols, albumin, alginate, cellulose and cellulose 
derivatives, collagen, fibrin, gelatin, hyaluronic acid, oli 
gosaccharides, glycaminoglycans, Sulfated polysaccharides, 
blends and copolymers thereof. 

51-109. (canceled) 
110. A process for producing microspheres by encapsulat 

ing protein crystals, comprising the steps of: 
(a) Suspending said protein crystals in a polymeric carrier 

dissolved in an organic solvent to produce a Suspension 
of coated protein crystals; 

(b) transferring said Suspension of coated protein crystals, 
polymeric carrier and organic solvent to an aqueous 
Solution containing an emulsifier, and 

(c) hardening said polymeric carrier by evaporating the 
organic solvent in the presence of said emulsifier to 
produce said microspheres. 

111. The process according to claim 110, wherein said 
protein is selected from the group consisting of glycoproteins, 
enzymes, hormones, antibodies and peptides. 

112. The process according to claim 110, wherein said 
polymeric carrier is a biodegradable polymer. 

113. The process according to claim 110, wherein said 
polymeric carrier is a biocompatible polymer. 

114. The process according to claim 110, wherein said 
emulsifier is polyvinyl alcohol. 

115. The process according to claim 110, wherein said 
emulsifier is a Surfactant. 

116. The process according to claim 110, wherein said 
polymeric carrier is a polymer selected from one or more of 
the group consisting of poly (acrylic acid), poly (cyanoacry 
lates), poly(amino acids), poly (anhydrides), poly (depsipep 
tide), poly (esters), poly (lactic acid), poly (lactic-co-glycolic 
acid) or PLGA, poly (B-hydroxybutryate), poly (caprolac 
tone), poly (dioxanone), poly (ethylene glycol), poly (hy 
droxypropyl)methacrylamide, poly (organo)phosphaZene. 
poly (ortho esters), poly (vinyl alcohol), poly (vinylpyrroli 
done), maleic anhydride-alkyl vinyl ether copolymers, plu 
ronic polyols, albumin, alginate, cellulose and cellulose 
derivatives, collagen, fibrin, gelatin, hyaluronic acid, oli 
gosaccharides, glycaminoglycans, Sulfated polysaccharides, 
blends and copolymers thereof. 

117.-187. (canceled) 
k k k k k 


