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ABSTRACT 

A heat and pressure consolidated flexible laminate, and a 
method for producing the same, is provided that includes in 
Superimposed relationship, a flexible, resin coated backing 
layer consisting of one or more sheets, a decorative layer 
consisting essentially of a leather material and, optionally, 
an overlay. 
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FLEXBLE LEATHER LAMINATE 

0001. This application is a continuation of U.S. patent 
application Ser. No. 10/762,102, filed 20 Jan. 2004, which 
claims the benefit of U.S. Provisional Application No. 
60/441,890, filed 22 Jan. 2003, both of which are hereby 
incorporated by reference in their entirety. 

BACKGROUND OF THE INVENTION 

0002) 
0003. The present invention relates to decorative lami 
nates in general and, more particularly to flexible laminates, 
also known as a profile wrapping, having a leather material 
as a decorative layer. In addition, the present invention 
relates to a method for manufacturing the same. 
0004 2. Background Information 
0005 Decorative laminates are often used in the con 
struction of cabinetry, furniture, and other building products. 
There is considerable consumer demand for flexible, deco 
rative laminates in a wide variety of colors, patterns, and 
textures. Furthermore, flexible laminates capable of tightly 
fitting the contours, or three-dimensional features of under 
lying substrates are also highly desirable. These “profile 
wrappers' allow one to seamlessly cover a substrate with a 
single piece of material. 

1. Field of the Invention 

0006 Leather is generally perceived as a quality material 
used in high-end applications. Unfortunately, leather and 
other natural skins can be difficult to work with because of 
size limitations, shrinkage, imperfections, uneven stretch 
ing, etc. It would be useful, therefore, to provide a product 
that facilitates the incorporation of leather and other natural 
skins into a flexible laminate having the ability to “profile 
Wrap' around Substrates having two- and three-dimensional 
features found in applications such as furniture, crown 
molding, cabinetry, picture frames, and the like. 

DISCLOSURE OF THE INVENTION 

0007 According to the present invention, a heat and 
pressure consolidated flexible laminate is provided that 
comprises, in Superimposed relationship, a flexible, resin 
coated backing layer consisting of one or more sheets, a 
decorative layer consisting essentially of a leather material 
and, optionally, an overlay. 
0008. Historically, leather clad panels used in furniture 
often required the furniture maker to stretch, cut and/or fold 
the leather skin to fit the two- or three-dimensional features 
of an article. In some applications it was necessary to attach 
the edges of the skin to the panel's underside prior to 
attaching the panel to a Substrate. In other instances, it was 
necessary to apply an adhesive to the leather and/or the 
Substrate. Sufficient shrinkage in Some instances would 
cause the skin to pull away from the underside of the panel, 
become detached from the substrate, or tear. Leather is 
known for being difficult to work with because it stretches, 
and shrinks, unevenly. 
0009. An advantage of the present flexible laminate is 
that it provides a leather-surfaced laminate capable of wrap 
ping the profile of a substrate having two- or three-dimen 
sional features. Because the leather decorative layer is an 
integral part of the laminate, there is no need to fit, or adhere, 
the leather to the panel or substrate. The present flexible 
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laminate can be attached to a Substrate in a variety of ways. 
If necessary, the present flexible laminate can also be 
trimmed like other laminates. In short, the present flexible 
leather laminate provides a product that can reduce or 
eliminate many of the problems usually associated with 
using leather in framing, furniture making, and the like. 
0010 Another advantage of the present flexible leather 
laminate is that, in most embodiments, it retains the Smell of 
natural leather. Some leather or leather-like products used in 
furniture and cabinetry applications look like leather, but 
very few retain the desirable smell of leather. The fact that 
the present laminate retains the natural leather Smells pro 
vides it with a definite commercial feature. 

0011. These and other objects, features, and advantages 
of the present invention will become apparent in light of the 
drawings and detailed description of the present invention 
provided below. 

DESCRIPTION OF THE DRAWINGS 

0012 FIG. 1 is a cross sectional view of the superim 
posed constituent layers of the present flexible leather lami 
nate; 

0013 FIG. 2 is a cross sectional view of the present 
flexible leather laminate shown in FIG. 1 having an overlay 
layer added thereon; 
0014 FIG. 3 is a substrate having a two-dimensional 
feature: 
0.015 FIG. 3A is the present flexible leather laminate 
shown in FIG. 1, formed to closely fit the substrate of FIG. 
3 (shown in dashed lines); 
0016 FIG. 4 is a substrate having a three-dimensional 
feature; and 
0017 FIG. 4A is the present flexible leather laminate 
shown in FIG. 1, formed to closely fit the substrate of FIG. 
4 (shown in dashed lines); 

DETAILED DESCRIPTION OF THE 
INVENTION 

0018) Now referring to FIG. 1, the flexible leather lami 
nate of the present invention is generally represented by 
reference numeral 10. The leather laminate includes a flex 
ible backing layer 12 having a first side 14 and a second side 
16, and a decorative layer 18 consisting essentially of a 
leather material bonded to the first side 14 of the flexible 
backing layer 12. Superimposing the decorative layer 18 
onto the backing layer 12 defines a free side 19 of the 
decorative layer 18. Additionally, the present invention may 
also have an overlay 20 (as shown in FIG. 2) bonded to the 
free side 19 of the decorative layer 18. 
0019. The term flexible as used herein to describe the 
various layers of the present invention is intended to mean 
that the materials remain substantially flaccid, and have the 
ability to be conformed to two- or three-dimensional fea 
tures in a substantially uniform fashion. The flexible backing 
layer 12 is comprised of a sheet coated with a resin that 
remains substantially flexible. The sheet typically consists of 
a cellulosic material. In a preferred embodiment of the 
present invention, the backing layer 12 is coated with a 
polyester-based resin. Polyester-based resins, referred to 
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herein also as “polyester resins, are well known in the art 
and are commercially available. The various properties of 
polyester resins will not be described in further detail other 
than to say that the specific parameters of the polyester resin 
will likely be chosen to accommodate the application at 
hand. 

0020. In another embodiment of the present invention, 
the backing layer 12 described above may be substituted 
with a commercially available backer product sold by Kim 
berly Clark(R). 
0021. The decorative layer 18 includes a leather material. 
The “leather referred to herein is a material comprised of an 
animal hide and is not limited to any particular type of 
animal. Preferably, the leather material is a bonded leather. 
The term “bonded leather as used herein refers to a leather 
product that comprises leather shavings made from scrap 
and/or recycled leather. The shavings are processed into a 
sheet product using bonding agents to produce the bonded 
leather. Because bonded leather is commercially available, it 
will not be further described herein. Aleather sheet thickness 
in the range of about 0.2 mm to about 4.0 mm is acceptable 
for most applications. A sheet thickness of about 0.2 mm to 
about 0.8 mm has particular utility. 
0022. In some embodiments, and now referring to FIG. 2, 
the present, flexible leather laminate further includes an 
overlay layer 20 disposed on the free side 19 of the deco 
rative leather layer 18. The overlay layer 20 may, for 
example, consist of one or more sheets of high-quality alpha 
cellulose paper impregnated with a resin that remains Sub 
stantially flexible after curing. The alpha-cellulose paper 
acts as a translucent carrier for the resin, imparts strength to 
the resin, facilitates maintaining a uniform resin thickness, 
and provides additional abrasion resistance to the leather 
layer 18. 
0023. A first process of manufacturing the present flex 
ible laminate 10 involves stacking the flexible backing layer 
12, the decorative leather layer 18, and, optionally, the 
overlay layer 20, in a Superimposed relationship (i.e., a 
“build-up') between steel plates. The build-up is then sub 
jected to a predetermined pressure and temperature for a 
time sufficient to consolidate the respective layers. 
0024. A second process for manufacturing the present 
flexible leather laminate involves dispensing the backing 
layer 12 and the decorative layer 18 (and the overlay layer 
20, if used) in the aforesaid superimposed relationship 
upstream of a continuous press. The press is set up to create 
the temperature and pressure environment required to bond 
the layers into the finished laminate product. The line speed 
of the continuous press is chosen to create a dwell time 
within the press that is adequate to ensure sufficient bonding 
of the various layers. A release sheet is disposed on each side 
of the build-up prior to entering the press. The release sheet 
contiguous with the leather decorative layer is typically 
textured to impart an embossed texture to the laminate. The 
release sheets are typically drawn off after the laminate exits 
the press, and rolled for further handling. The leather lami 
nate continues onto downstream handling equipment (e.g., 
equipment that winds the continuous laminate product into 
rolls and handling equipment for the rolls). The continuous 
press is advantageous because it decreases the processing 
time of the laminate. 

0025. In both manufacturing processes, the elevated tem 
perature and pressure actually cause the resins within the 
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backing material 12 and, if used, the overlay 20, to flow 
between the layers and bond with the leather decorative 
sheet 18 consolidating the various layers 12.18. (and option 
ally 20) into the integral flexible laminate 10. The present 
leather laminate is typically processed at a temperature in 
the range from about 110° C. to about 250° C., and at a 
pressure within the range of about 100 psi to about 1400 psi. 
0026. The present flexible laminate 10, described above, 

is designed to be affixed to a substrate. Now referring to FIG. 
3. substrate 22 is a piece of “crown molding having a 
two-dimensional feature. As shown in FIG. 4, substrate 22 
can also have a three-dimensional feature(s). Typically, the 
flexible leather laminate 10 of either FIG. 1 or 2 is thermally 
bonded, or otherwise adhered, to the substrate 22. In most 
instances, pressure is applied to the flexible leather laminate 
10 to ensure a uniform fit between the present flexible 
leather laminate and the features of the substrate 22. 

0027. The following examples are illustrative of the 
present flexible leather laminate and do not constitute any 
limitation with regard to the subject matter of the invention: 

EXAMPLE I 

0028. A single flexible leather laminate is manufactured 
using a non-continuous press. A build-up consisting of a 
release sheet, a backing layer 12, a decorative leather layer 
18, and a textured release sheet is made in a Superimposed 
relationship and placed between steel plates. The build-up is 
then subjected to a pressure of about 300 PSI. Once the 
predetermined pressure is reached, the press is heated to a 
predetermined temperature of about 150° C. The press is 
held at the predetermined pressure and temperature for a 
heating cycle of about 60 seconds. The pressure is then 
released and the build-up, which is now a flexible leather 
laminate, is removed from the press without an extended 
cooling period. The release sheets are removed and the 
completed flexible leather laminate is stacked. 

EXAMPLE II 

0029. A single flexible leather laminate is manufactured 
using a GreCon continuous high pressure laminating press, 
which includes an inlet section, a heating section and a 
cooling section. The temperature of each section is con 
trolled independently. The total amount of heat imparted to 
the layers of the build-up is controlled by the temperature of 
the different sections and the dwell time, which is dependent 
on the line speed. This continuous process requires that all 
of the various layers used to manufacture the laminate be fed 
into the press as continuous webs. A roll of backing layer 12 
approximately 4.5 mils thick and a roll of the decorative 
leather sheet 18 approximately 0.6 mm thick are situated 
upstream of the continuous press in a manner enabling them 
to continuously enter the press in the aforesaid Superim 
posed relationship. Rolls of release sheet are situated 
upstream of the continuous press in Such a manner to 
continuously Supply a release sheet to the outer Surfaces of 
the aforesaid build-up. The release sheet contiguous with the 
leather decorative layer is textured to impart an embossed 
texture to the laminate in the present example. The tempera 
ture settings of the different press sections are as follows: the 
inlet section is set at 90° C., the heating section is 135°C., 
and the cooling section is 115°C. The pressure is set at 200 
psi. The line speed of the continuous press is set at 60 ft/min 



US 2007/01 04924 A1 

to create a dwell time within the press of approximately 5 
seconds. As the laminate exits the press, the release sheets 
are drawn off and rolled for further handling. The flexible 
leather laminate is wound into rolls. 

0030) It will be obvious to those skilled in the art that 
various changes may be made without departing from the 
Scope of the present invention and that the invention is not 
to be considered limited to what is described and exempli 
fied in the specification. 
What is claimed is: 

1. A flexible heat and pressure consolidated laminate, 
comprising in Superimposed relationship: 

a flexible backing layer containing a polyester resin; 
a decorative layer consisting essentially of a leather 

material; 
wherein said layers have been exposed, simultaneously, to 

temperature between 110° C. and 250° C. and pressure 
between 100 PSI and 450 PSI. 

2. A flexible heat and pressure consolidated laminate, 
comprising in Superimposed relationship: 

a flexible backing layer including one or more cellulosic 
sheets impregnated with a polyester resin; 

a decorative layer consisting essentially of a leather 
material; 

wherein said layers have been exposed, simultaneously, to 
temperature between 110° C. and 250° C. and pressure 
between 100 PSI and 450 PSI. 

3. The flexible heat and pressure consolidated laminate of 
claim 2 wherein said leather material is bonded leather with 
a sheet thickness in the range of from about 0.2 mm to about 
4 mm. 

4. A flexible heat and pressure consolidated laminate, 
comprising in Superimposed relationship: 

a backing layer including one or more cellulosic sheets 
impregnated with a polyester resin, which backing 
layer is adapted to be multi-dimensionally conformed; 

a decorative layer consisting essentially of a leather 
material; 

wherein said layers have been exposed, simultaneously, to 
temperature between 110° C. and 250° C. and pressure 
between 100 PSI and 450 PSI. 
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5. The laminate of claim 4, wherein the leather material is 
bonded leather with a sheet thickness in the range of from 
about 0.2 mm to about 4 mm. 

6. The laminate of claim 5, wherein the exposed surface 
of the decorative layer includes an embossed texture. 

7. A flexible heat and pressure consolidated laminate, 
comprising in Superimposed relationship: 

a backing layer including one or more cellulosic sheets 
impregnated with a polyester resin, which backing 
layer is adapted to be multi-dimensionally conformed; 
and 

a decorative layer consisting essentially of a leather 
material, the decorative layer includes an exposed 
Surface and a bonding Surface; 

wherein the backing layer is bonded to the bonding 
surface of the decorative layer by polyester resin 
migrated from the backing layer as a result of the 
application of elevated temperature and pressure. 

8. The laminate of claim 7 wherein the leather material is 
bonded leather with a sheet thickness in the range of from 
about 0.2 mm to about 4 mm. 

9. The laminate of claim 7, wherein the exposed surface 
of the decorative layer includes an embossed texture. 

10. A flexible heat and pressure consolidated laminate, 
comprising in Superimposed relationship: 

a backing layer including one or more cellulosic sheets 
impregnated with a polyester resin; and 

a decorative layer consisting essentially of a leather 
material, the decorative layer includes an exposed 
Surface and a bonding Surface; 

wherein the backing layer is bonded to the bonding 
surface of the decorative layer by polyester resin 
migrated from the backing layer as a result of the 
application of elevated temperature and pressure, and 
the laminate is operable to be multi-dimensionally 
conformed. 

11. The laminate of claim 10 wherein the leather material 
is bonded leather with a sheet thickness in the range of from 
about 0.2 mm to about 4 mm. 

12. The laminate of claim 10, wherein the exposed surface 
of the decorative layer includes an embossed texture. 
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