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(57) ABSTRACT 

The invention provides an efficient process by which trace 
impurities are removed from matrix hydride, inert gases and 
non-reactive gases, thus decreasing the concentration of the 
trace gases by a factor of 100-to-10,000, and more specifi 
cally to part-per-billion (ppb) or part-per-trillion (ppt) levels. 
Hydride gases Such as ammonia, phosphine and arsine, and 
inert gases Such as nitrogen, helium, hydrogen, and argon 
are purified by removing trace contaminants Such as Silane 
(SiH), hydrogen Sulfide (H-S) and germane (GeH), along 
with traces of moisture. The gas purifier materials of this 
invention include thermally activated aluminas from organic 
Sources, thermally activated modified organic alumina mate 
rials, and thermally activated modified aluminas from an 
inorganic Source. The thermally activated alumina materials 
of this invention are activated by heating the alumina 
material at a temperature between about 200-1000°C. in an 
inert atmosphere and maintaining the activated material in 
an inert atmosphere. 
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METHOD AND MATERIALS FOR PURIFYING 
HYDRIDE GASES, INERT GASES, AND 

NON-REACTIVE GASES 

RELATED APPLICATIONS 

0001. This application claims priority to United States 
Provisional Patent Application Serial No. 60/251,000, filed 
Dec. 4, 2000, and entitled "Method and Materials for 
Purifying Hydride Gases, Inert Gases, and Non-Reactive 
Gases. 

FIELD OF THE INVENTION 

0002 This invention relates to the field of gas purifica 
tion, and to the ultra-purification of bulk or matrix gases that 
are useful in the microelectronics manufacturing industry. 
More Specifically, the invention relates to methods and 
materials for Selectively removing trace hydride impurities 
and moisture from matrix hydride gases and inert or non 
reactive gases. 

BACKGROUND OF THE INVENTION 

0.003 Assemiconductors become smaller and the devices 
using Semiconductors become more Sophisticated and there 
fore more demanding of the Semiconductors, the perfectness 
property of Semiconductors becomes an issue of great con 
cern. The manufacture of Semiconductors involves the use of 
reactive gases that are composed of various elements. In 
addition, manufacturing processes Such as metal-organic 
chemical vapor deposition (MOCVD) and other related 
manufacturing techniques are used in the manufacture of 
Semiconductors. In these processes the purity of the reactive 
gases plays a large part in determining the quality of the 
Semiconductor product being manufactured, and in particu 
lar the electronic quality of the Semiconductor product. 
Consequently, there is an increasing demand in the micro 
electronics industry for ultra-pure process gases. Thus, the 
ultra-purification of gases useful in microelectronics pro 
ceSSes has experienced extensive technological effort and 
advances. 

0004 Existing methods of purifying gases used in manu 
facturing microelectronics devices are generally insufficient 
for meeting the need for ultra-pure gas. While parts-per 
billion (ppb) levels of impurities were tolerable at one time, 
Such levels are now regarded in many processes as too high. 
This technological effort is nourished by improvements in 
the analytical techniques that are used to detect impurities in 
gases. Presently, the ability exists to provide impurity detec 
tion limits that are in the ppt levels, for example by using 
Atmospheric Pressure Ion Mass Spectrometry (APIMS). 
0005 Group IIIB metals (e.g., gallium (Ga) and indium 
(In)) and group VB elements (e.g., phosphorus (P), arsenic 
(AS), and nitrogen (N)) are of special importance in the 
manufacture of Semiconductors in that they are constituents 
of the so-called Group III/V semiconductors. For example, 
arsine (ASH), phosphine (PH) and ammonia (NH) are 
used in the manufacture of Group III/V semiconductors such 
as gallium arsenide (GaAs), indium phosphide (InP) and 
gallium nitride (GaN), respectively. Traces of foreign ele 
ments in these Semiconductor materials are harmful, espe 
cially if the foreign elements are Group IVB elements (e.g., 
Si and Ge) and/or Group VIB elements (e.g., S and Se), 
which adversely contribute an acceptor effect or a donor 
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effect to the Semiconductor material. Unfortunately, trace 
impurities of Group IVB and VIB elements are very com 
mon in So called "pure gases. For example, phosphine and 
arsine may include traces of silane (SiH), germane (GeH), 
hydrogen Sulfide (H2S) and hydrogen Selenide (HSe). In 
addition, trace quantities of oxygen (O), oxides Such as 
carbon monoxide (CO) and/or carbon dioxide (CO), and 
oxides derived from phosphine and arsine (e.g., HXPO, 
and HXASO, wherein x, y and Z are small integer numbers) 
have also been detected in “pure gases.” Such impurities are 
also harmful in Semiconductor processes. 
0006 Impurities in hydride gases used in the production 
of Semiconductor devices, especially hydride-impurities of 
other elements, may originate from the hydride bulk gas 
itself, or from materials that are within gas handling and 
distribution devices Such as gas containers, gas cylinders, 
gas valves and gas regulators, and even from gas lines that 
interconnect these devices. 

0007 U.S. Pat. No. 5,385,689 discloses a method of 
purifying Semiconductor process gases using a Scavenging 
composition that removes water, OXygen and other oxidants 
and Lewis acids from gas Streams Such as hydrogen, nitro 
gen, helium, neon, argon, krypton, and Xenon, and Group 
IVA-VIA hydride gases Such as Silane (SiH), germane 
(GeH), ammonia (NH), phosphine (PH), arsine (ASH), 
hydrogen sulfide (HS), and hydrogen selenide (HSe). The 
Scavenging composition is formed by the deposition of a 
Group IA metal (Na, K, Rb, Cs, or mixtures or alloys 
thereof) onto an inert, macroreticulate polymer Support, 
followed by pyrolysis at an elevated temperature. 

0008 Japanese Patent Application No. 4124001A2 
describes a method of purifying arsine using an activated 
alumina gel. Nitrogen gas that has been heated to 110-200 
C. is used to activate a granular alumina gel. Unpurified 
arSine is brought into contact with the alumina gel, and the 
temperature is raised to remove impurities from the arsine. 
However, JP 4124001A2 specifically states that the alumina 
should not be heated to temperatures over 200 C., stating 
that temperatures over 200 C. will turn the alumina gel into 
a powder, thereby rendering the alumina incapable of puri 
fying gases. 

0009 Nippon Sanso Corporation has developed an alu 
mina catalyst called MN PurificatorTM (also called NSC 
NeoBead, NeoBead or NB) which selectively removes 
silane from arsine (Japanese Patent No. 2-246533; Takuya, 
et al., J. Cryst. Growth, 124; 272-277 (1992)). The mecha 
nism whereby silane is removed from arsine by the MN 
Purificator" as the arSine passes through alumina is pro 
posed to be a chemical reaction as shown in Equation 1. 

0010 Alumina Such as the NeoBead material mentioned 
above is known to remove Silane and hydrogen Sulfide 
impurities from inert gas Streams Such as nitrogen and from 
the hydride gases arSine and phosphine. However the Neo 
Bead material is ineffective in the elimination of traces of 
germane impurities from hydride and inert gas Streams. 

0011 Watanabe, et al. (Journal of materials Science: 
Materials in Electronics, 9:127-132 (1998)) describe the 
adsorption of BH and HSe on porous Y-alumina (gamma 
alumina) and amorphous Silica, and discusses the reactivity 
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of hydrides (BH, PH, ASH, and HSe) to alumina and 
Silica in terms of the basicity of adsorbents and the proton 
affinity of hydrides. 

0012 Ikeda, et al. (Journal of Crystal Growth, 124:272 
277 (1992)), describe the reduction of the HO and SiH, 
content of in ASH by treating the inner Surface of an 
aluminum cylinder in order to form a clean and Smooth 
oxide layer, and by developing a catalyst that Selectively 
decomposes the SiH4. 
0013 A need remains in the art for an effective purifier 
apparatus and purification method for removing trace impu 
rities from So-called pure gases, Specifically the removal of 
trace hydride impurities from bulk or matrix hydride and 
non-reactive or inert gases. In particular, there is a need for 
the Selective removal of trace quantities of hydride impuri 
ties of Group VB elements such as phosphorus (P) and 
arsenic (AS) and Group IVB elements such as silicon (Si) 
and germanium (Ge) from hydride gases and non-reactive or 
inert gases. Such hydride impurities pose environmental and 
health hazards because of their extreme toxicity, and elimi 
nation of these hydrides from bulk and matrix gases is 
desirable down to the sub-ppm level 

SUMMARY OF THE INVENTION 

0.014. The present invention overcomes the deficiencies 
of prior art adsorption-based gas purification Systems that 
Seek to remove impurities from hydride gases. The invention 
provides a gas purification System that is especially adapted 
for, but is not limited to, use in the purification of gases that 
are thereafter used in the manufacture of Semiconductor 
devices. 

0.015 Accordingly, this invention provides a method for 
the Selective removal of trace quantities of hydride impuri 
ties that may be present in bulk or matrix hydride, inert, and 
non-reactive gases in parts-per-million (ppm) to parts-per 
billion (ppb) levels to provide purified hydride, inert, or 
non-reactive matrix gases that contain less than about a 1 
ppb impurity level of the unwanted hydrides. In particular, 
this invention provides a method for the selective and 
effective removal of trace levels of impurities Such as 
germane (GeH), Silane (SiH), hydrogen Sulfide (H2S), 
carbon dioxide (CO), siloxanes, phosphorus oxides (P.O.) 
and phosphorus oxy-acids (HPO), wherein x, y, and Z are 
Small integers, from bulk or matrix hydride gases Such as 
ammonia (NH), phosphine (PH) and arsine (ASH) and 
from inert or non-reactive gases Such as nitrogen (N), 
hydrogen (H), argon (Ar), and helium (He). In addition, and 
concurrently therewith, the method of this invention effec 
tively removes trace quantities of unwanted moisture that 
may be within Such bulk or matrix gases. 
0016. More specifically, one embodiment of this inven 
tion provides a method for removing trace levels of impu 
rities from hydride, inert, and non-reactive gases by flowing 
the contaminated gas through an alumina material Selected 
from the group consisting of an organic alumina material, a 
modified organic alumina material, or a modified inorganic 
alumina material, wherein the above-described alumina 
materials are thermally activated prior to use by heating 
under an inert atmosphere at a temperature between about 
200-1000 C. for a sufficient time and maintaining the 
thermally activated material in an inert atmosphere prior to 
use. The thermally activated modified organic or modified 
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inorganic alumina materials are prepared by treating an 
unmodified organic or unmodified inorganic alumina with a 
modifying agent Such as a basic metal Salt or metal hydrox 
ide, followed by thermally activating the modified organic or 
modified inorganic alumina material at a temperature 
between about 200-1000 C. 

0017. This invention further provides alumina-based gas 
purifier materials for the Selective removal of trace amounts 
of impurities Such as germane (GeH), Silane (SiH), hydro 
gen Sulfide (H2S), carbon dioxide (CO), Siloxanes, phos 
phorus oxides (PO) and phosphorus oxy-acids (H.P.O), 
wherein X, y, and Z are Small integers, and for the removal 
of trace amounts of moisture from hydride, inert, and 
non-reactive gases. 
0018. This invention further provides a method for pre 
paring modified alumina-based gas purifier materials for the 
Selective removal of trace amounts of impurities and for the 
removal of moisture from bulk or matrix hydride and inert 
or non-reactive gases. 
0019. Additional novel features and advantages of this 
invention shall be set forth in part in the description that 
follows, and in part will become apparent to those skilled in 
the art upon examination of the following Specification or 
may be learned by the practice of the invention. The objects 
and advantages of the invention may be realized and attained 
by means of the instrumentalities, combinations, and meth 
ods particularly pointed out in the appended claims. 

BRIEF DESCRIPTION OF THE FIGURES 

0020. The accompanying drawings, which are incorpo 
rated herein and form a part of the Specification, illustrate 
preferred embodiments of the present invention, and 
together with the description, Serve to explain the principles 
of the invention. 

0021) 
0022 FIG. 1 is a graph plotting hydrogen gas pressure in 
kilograms/centimeter versus time (minutes) after flowing 
arsine gas (ASH) through one of the following gas purifiers: 
a thermally activated CS-modified organic alumina 
(CSCO/Al2O), a thermally activated Na-modified organic 
alumina (NaOH/Al2O), a commercially available gas puri 
fier material known as NeoBead, and a thermally activated 
Mg-modified organic alumina (Mg(OH)/Al2O). 
0023 FIG. 2 is a graph plotting the loss of arsine (ASH) 
in ppm at the outlet of a canister containing a gas purifier as 
a function of the time period of gas flow (minutes) through 
the following gas purifiers: a thermally activated CS-modi 
fied organic alumina (CSCO/Al2O), a thermally activated 
Na-modified organic alumina (NaOH/Al2O), NeoBead, and 
a thermally activated Mg-modified alumina organic 
(Mg(OH)/AlO4). 

In the Figures: 

DETAILED DESCRIPTION OF THE 
INVENTION 

0024. The present invention provides thermally activated 
alumina-based gas purifier materials that are Surprisingly 
and unexpectedly efficient in Selectively reducing trace 
levels of impurities from hydride, inert, and non-reactive 
gases. In addition, and concurrently therewith, the purifier 
materials of this invention remove trace amounts of moisture 
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from the hydride, inert, and non-reactive gases. The inven 
tion further provides an efficient process by which trace 
impurities are removed from bulk or matrix hydride, inert, 
and non-reactive gases, thus decreasing the concentration of 
the trace impurities in these gases by a factor of 100 to 
10,000, and more specifically to parts-per-billion (ppb) to 
parts-per-trillion (ppt) levels. 
0.025 The methods and materials of this invention are 
especially useful for the effective removal of trace amounts 
of germane (GeH), Silane (SiH), hydrogen Sulfide (H2S), 
carbon dioxide (CO2), siloxanes, phosphorus oxides (P.O.) 
and phosphorus oxy-acids (HPO), wherein x, y, and Z are 
Small integers, from hydride gases Such as ammonia (NH), 
phosphine (PH) and arsine (ASH), and from inert or 
non-reactive gases Such as nitrogen (N), helium (He), argon 
(Ar) and hydrogen (H2). 
0.026 Briefly, the purification process comprises contact 
ing the gas to be purified with an alumina-based gas purifier 
Selected from a thermally activated unmodified organic 
alumina material, a thermally activated modified organic 
alumina material, or a thermally activated modified inor 
ganic alumina material, wherein the alumina-based gas 
purifiers were previously activated at a temperature between 
about 200-1000 C., preferably at a temperature of about 
250-600 C., under an inert atmosphere and maintained in an 
inert atmosphere prior to use. The alumina-based gas puri 
fiers of this invention may be in the form of beads, pellets, 
extrudates, or other types of particles. The alumina-based 
gas purifiers are kept within a purifier housing, usually a 
Stainless Steel canister, having a gas inlet and a gas outlet 
that are connected to inlet and outlet gas lines, respectively, 
by way of Suitable gas Valves. The gas purification proceSS 
is typically conducted at temperatures in the range of 
ambient temperature to about 100° C. 
0027. In one embodiment, the purifiers of this invention 
comprise thermally activated unmodified alumina-based 
purifiers prepared from unmodified “organic' aluminas. An 
organic alumina is identified by its low Soda (NaO) content 
(i.e., less than 0.1%, and more typically around 0.002%). 
One Source of organic alumina is from a process known in 
the art as the ALFOLTM process, such as that described in 
U.S. Pat. No. 5,055,019, which is specifically incorporated 
herein by reference. In this method, aluminum alkoxides are 
produced as intermediates in the preparation of linear alco 
hols (i.e., “Alfol” alcohols) by the well-known Ziegler 
process. These aluminum alkoxides are then further treated 

Surface Area 
(BET), m?g 
Pore Volume, ml/g 
Bulk Density, g/ml 
Median Diameter, mm 
Si 
Fe, ppm 
Ti, ppm 

PURALOX 

SCCa-(90-210) SCCa-(90-210) NeoBead D 
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to produce aluminum oxides. Examples of commercially 
available organic alumina include the pseudoboehmite 
alpha-alumina monohydrate (AlO(OH)) material known 
commercially as CATAPAL(R) alumina and PURAL(R) alu 
mina (CONDEAVista Company). Typically, these aluminas 
are composed of about 72% to about 74% Al-O, the 
remainder being essentially hydroxyl groups and moisture. 
CATAPAL(R) alumina and PURAL(R) alumina typically have 
a soda (NaO) content of about 0.002%. 
0028. Other organic aluminas Suitable for preparation of 
the thermally activated unmodified organic alumina-based 
purifiers of the present invention are the higher purity 
alumina materials known as CATALOXCE) and PURALOXCE) 
(CONDEA Vista Company). CATALO(E) and PURALO(E) 
are derived from the controlled activation of CATAPAL(R) 
and PURAL(R), respectively, at a controlled temperature to 
remove physically and chemically bound water. These 
organic aluminas are of ultra-high purity (greater than 
99.99%. Al-O.) and are essentially free of soda (Na2O), that 
is, the Soda levels are about two orders of magnitude lower 
than those of inorganic aluminas. The commercially avail 
able CONDEA aluminas are heated during manufacturing at 
600 C. for 2 hours to remove residual moisture and to 
change the Structure of the alumina to give it its final 
chemical and physical properties (e.g., Surface area, 
mechanical strength, density, etc.). However, these commer 
cially available CONDEA aluminas are not stored in airtight 
containers after heating. Consequently, the CONDEA alu 
minas readsorb water during Storage and become inacti 
vated. 

0029. Thus, as used herein, the term “organic alumina” 
refers to any alumina obtained from an organic Source, 
including, but not limited to, aluminum oxides produced 
during the Ziegler process, pseudoboehmite alpha-alumina 
monohydrates such as CATAPAL(R), PURAL(R), CATA 
LOX(R), and PURALOX(R), and aluminas having a soda 
(NaO) content less than about 0.1%. 
0030 The physical properties of two batches of organic 
alumina materials (CONDEA Vista Company) used for 
preparation of the unmodified organic alumina-based puri 
fiers of this invention are shown below in Table 1 and are 
compared to NeoBead D and NeoBead GB, which are 90% 
and 100% organic aluminas, respectively. All alumina mate 
rials in Table 1 were in the form of approximately 2.5 nm 
beads. 

TABLE 1. 

PURALOX 
NeoBead GB 

(Batch 1) (Batch 2) (10%. SiO-90%. Al-O.) (100%. Al-O.) 
229 211 211 210 

-0.5 O.8 O.8 0.5 
O.66 O.58 O.56 O.68 
2.3 2.57 
NA 70 ppm 9.03 wt % 46 ppm 
NA 112 97OO 68 
NA 41 13 
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0031. The preparation of the thermally activated unmodi 
fied organic aluminas of this invention is using unmodified 
organic aluminas such as the CONDEA aluminas is 
described below in detail. 

0032. In an alternate embodiment, the alumina-based gas 
purifier materials of this invention are prepared by thermally 
activating modified organic alumina-based purifiers or 
modified inorganic alumina-based purifiers. The modified 
organic aluminas and modified inorganic aluminas used to 
prepare these purifiers are prepared by treating alumina, 
obtained from either an organic Source (Such as the organic 
aluminas described above) or an inorganic Source, with a 
modifying agent. AS used herein, the terms “inorganic 
alumina,”“precipitated alumina, and "alumina from an 
inorganic Source' are interchangeable and include pseudo 
boehmite alumina obtained from natural alumina Sources, 
Such as gibbsite, bayerite or bauxite. Inorganic aluminas 
from such natural sources are typically about 99% pure and 
typically have soda (NaO) contents of about 0.2-0.3%. The 
term “inorganic alumina” also includes alumina that 
obtained by rapid mixing of Solutions of aluminum com 
pounds, Such as by mixing aluminum Sulfate and Sodium 
aluminate Solutions. This type of inorganic (precipitated) 
alumina is also contaminated by over 0.01% NaO. 
0033. The modified organic and modified inorganic alu 
minas of this invention are prepared by treating the organic 
or inorganic aluminas, described above, with a modifying 
agent Such as a basic Salt (e.g., carbonate, oxalate, acetate, 
etc.) or a basic hydroxide of the Group IA or IIA metals, or 
combinations thereof. Suitable metal salts and metal hydrox 
ides that may be used to modify an organic or an inorganic 
alumina according to the methods of this invention include, 
but are not limited to, hydroxides of Li, Na, K, Rb, Cs, Mg, 
Ca, Sr., and Ba, carbonates of Li, Na, K, Rb, Cs, Mg, Ca, Sr, 
and Ba, oxalates of Li, Na, K, Rb, Cs, Mg, Ca, Sr, and Ba, 
and acetates of Li, Na, K, Rb, Cs, Mg, Ca, Sr., and Ba. 
Examples of Such modifying agents include cesium hydrox 
ide (CSOH), sodium hydroxide (NaOH), magnesium 
hydroxide (Mg(OH)), magnesium acetate (Mg(OAc), 
barium hydroxide (Ba(OH)), and cesium carbonate 
(CSCO). 
0034. In one embodiment of this invention, the modified 
aluminas are prepared by applying a modifying agent to the 
organic or inorganic alumina from a Suitable aqueous Solu 
tion by an impregnation method Such as incipient wetneSS 
impregnation, followed by drying, to provide a metal-basis 
concentration of about 1 to 10% on the alumina. By “metal 
basis, it is meant that the concentration is given as a 
concentration of the elemental metal (e.g., Mg) as opposed 
to the concentration of the modifying agent (e.g., 
Mg(OAc)). In general, this alumina modifying process 
increases the basicity of the alumina. Preferably the modi 
fied organic and modified inorganic aluminas have a pH that 
is generally above pH 7. 

0035. As stated above, the purifiers of this invention are 
prepared by thermally activating unmodified organic alu 
mina materials, modified organic alumina materials, or 
modified inorganic alumina materials. In one embodiment, 
the above-mentioned alumina materials are thermally acti 
Vated prior to use by heating an alumina material in a 
container (Such as a stainless Steel canister) at an elevated 
temperature for a Sufficient period of time while flowing an 
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inert or non-reactive gas (e.g., nitrogen) through the canister. 
After heating, the thermally activated alumina material is 
cooled in the same canister while maintaining the flow of 
inert gas through the canister. This thermal activation elimi 
nates moisture contained on or within the alumina Structure. 
The thermally activated alumina-based purifiers are main 
tained in an inert atmosphere within the canister (i.e., are 
prevented for being contaminated with moisture or other 
contaminants) prior to and during installation of the canister 
into a gas purifying System, and therefore maintain their 
activation levels. Therefore, the term “thermally activated” 
as used herein to define the purifiers of this invention refers 
to alumina materials that have been heated in an inert 
atmosphere at temperatures above 200 C. and have been 
carefully maintained in an inert atmosphere, thus distin 
guishing the purifiers of this invention from commercially 
available aluminas which have not been thermally activated 
at temperatures above 200 C. and/or aluminas that have 
been re-exposed to moisture and are therefore inactivated. 

0036) Thermal activation of the unmodified organic alu 
mina materials, the modified organic alumina materials, and 
inorganic alumina materials of this invention is carried out 
by heating the materials to elevated temperatures in the 
range of from about 200° C. to about 1000° C., and 
preferably in the range of about 250 C. to about 600 C., for 
a period of at least one hour, and more preferably for a 
period of 2 to 24 hours. The thermal activation may be 
performed inside a gas purifier canister that contains the 
alumina material, or in a different container, i.e., either in 
Situ or eX situ. 

0037. The ex situ thermal activation applies to larger 
Samples, i.e., at least approximately 1 liter quantities, and is 
performed with Special equipment in which an activation 
reactor is directly attached through a valve to a container, 
and the material after activation is transferred for Storage to 
the container under a flow of dry nitrogen gas. The container 
is then transferred to a transfill line attached to a gas purifier 
canister. All lines and connecting ports are thoroughly dried 
by heating and purging with dry nitrogen. The final capping 
of the filled canister is done in a glove box after detaching 
the canister from the transfill line. Such a “transfill” mecha 
nism is described in copending U.S. patent application Ser. 
No. 09/748,734, filed Dec. 26, 2000, which is specifically 
incorporated herein by reference. 

0038. In the case of the modified organic and modified 
inorganic alumina materials, these materials are thermally 
activated after modification of the organic or inorganic 
alumina. In this manner, the thermal activation Serves to 
decompose the modifying agent and to restructure the Sur 
face of the modified alumina, as well as to removing residual 
moisture from the modified alumina. For example, thermal 
activation of alumina modified by carbonate, oxalate or 
acetate Salts causes partial or complete decomposition of the 
carbonate, oxalate or acetate anion, to afford the metal oxide 
(MO) or metal hydroxide (M(OH)) on the alumina surface 
and/or within the pores of the alumina. 
0039 The inventors surprisingly and unexpectedly dis 
covered that the thermally activated aluminas of this inven 
tion possess a very special efficiencies for the removal of 
traces of germane (e.g., down to tenths of parts-per-billion 
levels) from ammonia, phosphine, arsine and inert or non 
reactive gases, in addition to the complete removal of any 
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trace quantities of Silane, hydrogen Sulfide impurities and 
moisture from those bulk gases, as discussed below in detail. 
0040. In order to measure the effectiveness of the ther 
mally activated alumina-based gas purifiers of this inven 
tion, four purifiers were tested for their efficiency in remov 
ing trace amounts of germane (GeH) or arsine (ASH) from 
inert or non-reactive gases at ambient conditions. The 
results, Summarized in Table 2, show the efficiency of each 
purifier in removing traces levels of germane (i.e., 240 ppb 
of GeH) from helium, and trace levels of arsine (i.e., 100 
ppm of ASH) from nitrogen, using (1) a Mg-modified 
(Mg(OAc)) alumina thermally activated at 300° C., (2) a 
commercially available gas purifier material known as Neo 
Bead MSD-3 thermally activated at 150-200° C., (3) a 
Na-modified (NaOH) alumina thermally activated at 300 
C., and (4) a CS-modified (CSCO) alumina thermally 
activated at 300° C. All of the purifier beds contained 70 
milliliters of the gas purifier material. The gases were passed 
over the purifier at 0.1 standard liter per minute (Slpm) or at 
1 slpm. The results shown in Table 2 indicate the amount (in 
ppb) of germane or arsine impurity that remained in the inert 
gas exiting the purifier material. The percent efficiency of 
each gas purifier material is shown in parentheses. 

TABLE 2 
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modified organic alumina was Superior to the thermally 
activated Na-modified organic alumina in its ability to 
eliminate essentially all of the germane challenge (efficiency 
of greater than 99%), even at a flow rate of 1.0 liter/minute, 
whereas below the 1.0 liter/minute flow conditions the 
efficiency of the thermally activated Na-modified organic 
alumina decreases to 87%. 

0042. When the alumina-based gas purifiers of this inven 
tion were tested for their efficiencies in removing trace 
amounts of arsine (ASH), the thermally activated Na 
modified organic alumina and the thermally activated CS 
modified organic alumina were extremely efficient (i.e., 
greater than 99.99%) at removing arsine from nitrogen at a 
flow rate of 0.1 liter/min when compared to the thermally 
activated Mg-modified alumina at the same flow rate. In 
addition, the thermally activated Na-modified organic alu 
mina and the thermally activated CS-modified organic alu 
mina were much more efficient in removing trace amounts 
of arsine from nitrogen than the NeoBead material. 
0043. While not wishing to be bound by any theory, the 
results shown in Table 2 indicate that the ability of a 
modified organic alumina to remove hydride impurities from 

IMPURITY CHALLENGEAMATRIX GAS/FLOW RATE 

240 ppb GeH in He, 240 ppb GeH in He, 
PURIFIER 0.1 literimm 1.0 literimm 

Mg-modified 10 (95.8%) 
organic alumina 
NeoBead MSD-3 8.3 (96.5%) 

Na-modified organic <2 (>99%) 31 ppb (87%) 
alumina 

Cs-modified organic <2 (>99%) <2 ppb (>99%) 
alumina 

0041 As shown in Table 2, the effectiveness of the 
thermally activated Mg-modified organic alumina and the 
NeoBead in eliminating germane (GeH) from helium at a 
gas flow rate of 0.1 liter/min were similar. The thermally 
activated Mg-modified alumina reduced the germane impu 
rity level down to 10 ppb, and the NeoBead reduced the 
germane impurity level down to 8.3 ppb. The thermally 
activated Na-modified organic alumina and the thermally 
activated CS-modified organic alumina were more effective 
in removing germane than either the thermally activated 
Mg-modified organic alumina or the NeoBead, in that each 
reduced the germane level in helium at a flow rate of 1.0 
liter/min to below the detection limit (i.e., below 2 ppb). In 
addition, the thermally activated Na-modified organic alu 
mina and the thermally activated CS-modified organic alu 
mina exhibited greater than 99% purification efficiency. The 
thermally activated Na-modified organic alumina was more 
effective at removing germane at a flow rate of 0.1 liter/min 
(>99%) than at a flow rate of 1.0 liter/min (87%), while the 
thermally activated CS-modified organic alumina was highly 
effective at removing germane at both a flow rate of 0.1 
liter/min and at 1.0 liter/min. The thermally activated CS 

100 ppm Ash in N, 
0.1 literimm 

19,000 (81%) 

300 (99.7%) 
<10 (>99.99%) 

<10 (>99.99%) 

the flow of an inert or non-reactive gas may depend on the 
type of alumina modification. For example, purification 
effectiveness of the thermally activated modified organic 
aluminas of this invention increased with an increase in the 
basicity of the modifying agent, and perhaps an increase in 
the resultant basicity of the thermally activated modified 
organic alumina. 

0044) Further studies were conducted to show the effects 
of various thermal activation conditions on the effectiveness 
of the alumina-based gas purifiers of this invention in 
removing germane (GeH) from nitrogen N). Table 3 
Summarizes the results of these Studies, using Atmospheric 
Pressure Ion Mass Spectrometry (APIMS) to monitor impu 
rity levels. Shown is the effect of varying the temperature 
and/or time during thermal activation of the modified or 
unmodified alumina on the efficiency of the alumina in 
removing germane (GeH) from nitrogen. In these studies, a 
Series of experiments were performed with nitrogen con 
taining between about 25 to about 2500 ppb germane, and 
the nitrogen was flowed through a variety of purifier mate 
rials of this invention (prepared as described in Examples 
9-15) that were activated in situ at different temperatures and 
for different time periods. 
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TABLE 3 

Efficiency for removal of GeH from N. 
Activation at various challenges (ppb Moisture 

Entry Material temp?time 25 50 250 500 1OOO 25OO emission (ppb) 

1 CONDEA 110 (24h) 25 67 1OOO -3 
2 CONDEAa 220 (3h) 5.1 2O -136 -0.5 
3 CONDEA 300 (3h) O.48 O.O62 O.662 2.5 -2 
4 CONDEA 320 (24h) O.OO6 O.O1 O.O6 -0.5 
5 CONDEAa 380 (3h) O.OO6 O.OO6 O.O2O O.43 -- 
6 CONDEA 550 (3h) O.OO4 O.O24 O.86 -- 
7 CsCH/CONDEA 110 (5h) 5.8 2500 -13 
8 CSOHFCONDEA 350 (5h) 48 -2 
9 CSOHFCONDEA 550 (5h) O.O40 

10 CSOH/CONDEA 550 (12h) O.O2O O.O58 -- 
11 CsCO/CONDEA 110 (5h) 130 -16 
12 CsCO/CONDEA 350 (5h) O.O44 -- 
13 CsCO/CONDEA 550 (5h) O.OSO -- 
14 New CONDEAP 550 (3h) O.OOS O.108 -- 
15 NaOHFCONDEA 550 (3h) O.O28 >7.1 -- 
16 Mg(OH)/CONDEA 550 (5h) O.O58 -- 
17 Ba(OH)/CONDEA 550 (5h) 372b -- 
18 LaRoche 550 (7h) 50 2500 -- 
19 CSOHILaRoche 550 (5h) O.O1 O.108 -2 
20 CSCO/LaRoche 550 (5h) O.O23 O.107 -- 
21 NaOHILaRoche 550 (5h) O.OO9 >1.4 -- 
22 Mg(OH)/LaRoche 550 (5h) 2500 -- 
23 NeoBead MSD-3 550 (3h) 33 2OOOP -- 

PURALOX SCCa-(90-210) organic alumina, batch 1 
PURALOX SCCa-(90-210) organic alumina, batch 2 
inorganic alumina grade A201 

004.5 Unmodified organic alumina (Table 3, entries 1-6) 
was found to be effective at activation temperatures above 
about 250 C., and there was little difference in its effec 
tiveness when the activation temperatures were increased 
(e.g., between 300° C. and 550° C.), or when the activation 
time periods were increased (e.g., up to 24 hours). For 
example, an unmodified organic alumina activated at about 
300° C. for about 3 hours (entry 3) decreased 2500 ppb input 
challenge of germane in the nitrogen gas Stream to an output 
level of 2.5 ppb, while activation of the unmodified organic 
alumina at about 320° C. for about 24 hours (entry 4) 
resulted in reducing the output level of the germane impurity 
to 0.06 ppb. A similar improvement was achieved by acti 
Vating unmodified organic alumina at higher temperatures 
for shorter time periods (entries 5 and 6). The CS-modified 
organic alumina, i.e., organic alumina modified with cesium 
hydroxide (entries 7-10) or cesium carbonate (entries 
11-13), became effective after activation at about 350° C. As 
shown in Table 3, there was little difference between an 
unmodified organic alumina (entries 1-6) and its CS-modi 
fied form, either when modified with a metal hydroxide or 
metal carbonate (entries 7-13) in its effectiveness of remov 
ing trace levels of germane impurities from nitrogen. 

0046. In contrast, an unmodified inorganic alumina 
obtained from LaRoche (entry 18) activated for 7 hours at 
550 C. did not effectively remove the germane impurity, 
even when the germane challenge concentration was as low 
as 50 ppb. However, the inorganic alumina became a very 
efficient purifier after modification by CsCO (entry 20) or 
a hydroxide such as CSOH (entry 19) and NaOH (entry 21) 
after activation at a high temperature such as 550° C. for a 
time period of 5 hours. The Mg-modified inorganic LaRoche 
alumina (entry 22), which was activated at 550° C. for 5 
hours and the NeoBead material (entry 23), which was 

activated at 550° C. for 3 hours, were both ineffective in 
removing germane from nitrogen. 

0047 Table 3 shows the dramatic difference in efficien 
cies between thermally activated unmodified alumina from 
an organic Source and thermally activated unmodified alu 
mina from an inorganic Source. For example, the unmodified 
organic alumina that was activated 550°C. for 3 hours (entry 
6) was extremely efficient at removing trace levels of 
germane impurities, while the unmodified inorganic alu 
mina, even after an activation at 550° C. for 7 hours (entry 
18), was completely ineffective in removing trace levels of 
germane impurities from nitrogen. 

0048. The data presented in Table 3 also demonstrates 
that modification of both organic alumina and inorganic 
alumina with metal carbonates or metal hydroxides prior to 
thermal activation according to the method of this invention 
improves the ability of the modified alumina to eliminate 
germane impurities in gases. This improvement is especially 
pronounced for inorganic alumina that in its unmodified 
State, even after thermal activation, is inefficient in removing 
germane. 

0049 All of the gas purifiers shown in Table 3 were 
found to be effective in completely removing trace impuri 
ties of Silane and hydrogen Sulfide traces from the phosphine 
gas stream (data not shown). Therefore, in addition to being 
effective in completely removing trace impurities of Silane 
and hydrogen Sulfide traces from gases, the thermally acti 
Vated organic alumina-based gas purifiers of this invention 
possess an advantage over unmodified alumina from inor 
ganic Sources (i.e., "precipitated alumina) in the extra 
ability to effectively remove trace levels of germane impu 
rities from gas Streams. 
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0050 Table 4 shows the effectiveness of thermally acti 
Vated unmodified organic alumina and thermally activated 
modified organic alumina materials of this invention in 
removing germane, Silane, and moisture impurities from 
phosphine (PH), ammonia (NH) and arsine (ASH). All 
experiments were done at 20 C. Efficiencies are given as 
ppb impurity remaining in the gas exiting the purifier. 
Capacities are given as point of breakthrough in FT-IR 
measurement and presented as liters of impurity (i.e., ger 
mane, Silane, Sulfur dioxide, or water) per liter of purifier 
material (up to the breakthrough point). 
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of both germane and Silane in ammonia, to below the 
detection limit as measured by GC/AED. The five repetitive 
experiments with the thermally activated CS-CO-modified 
alumina (Table 4, entry 5) in removing impurities from 
ammonia demonstrate that the modified organic aluminas of 
this invention are regenerable for at least a few regeneration 
cycles, and possibly more. 

0053. In addition to effectively removing hydride con 
taminants from hydride or inert or non-reactive gas, an 
effective gas purifier must also leave the matrix gas intact, 

TABLE 4 

Matrix Efficiency 
Purifier Material gas Challenge (ppb) Capacity (LL) Instrument 

(1) CONDEAa PH, GeH: 56 ppb, 1 slpm 1.5 GCIAED 
SiH: 56 ppb, 1 slpm &O.3 
HS: 60 ppb, 1 slpm &O.3 

(2) CSCO/CONDEA PH GeH: 200 ppb, 1 slpm <0.1 GCIAED 
SiH: 200 ppb, 1 slpm &O.3 
HS: 100 ppb, 1 slpm &O.3 

(3) CSOH/CONDEA PH, GeH: 193 ppb, 1 slpm &O.O6 GCIAED 
SiH: 193 ppb, 1 slpm &O.08 

(4) CONDEA NH HO: 430 ppm, 2 slpm (1st) 150 17 (1st) FT-IR 
HO: 494, 2 splm (2") 150 15 (2nd) 
Metal emission: NH gas No significant metals were found Hydrolysis 

sampling 
ICP-MS 

(5) CsCO/CONDEA NH, GeH: 56 ppb, 1 slpm <0.5 GCIAED 
SiH: 56 ppb, 1 slpm <0.5 GCIAED 
HO: 778 ppm, 2 slpm (1st) &1OO 21 (1st) FT-IR 
HO: 814 ppm, 2 slpm (2") &1OO 23 (2nd) 
HO: 606 ppm, 2 slpm (3') &1OO 21 (3rd) 
HO: 680 ppm, 2 slpm (4") &1OO 22 (4th) 
HO: 798 ppm, 2 slpm (5") &1OO 24 (5th) 

(6) NeoBead GB AsH 50 ppb GeH, 0.5 splm 9.7 
50 ppb SiH, 0.5 splm 1.3 

(7) NeoBead GB AsH 50 ppb GeH, 1 splm <1-2 
50 ppb SiH, 1 splm &O.9 

PURALOX SCCa-(90-210) organic alumina (batch 1) 
Thermally activated at 550° C. for 3 hr conditioned with AsH, for 12 hr. 
Thermally activated at 550° C. for 3 hr; conditioned with AsH for 2 weeks. 

0051. The thermally activated CS-modified aluminas, 
modified with either CSCO (Table 4, entry 2) or CSOH 
(Table 4, entry 3), were completely effective in removing 
about 200 ppb germane (GeH4), 200 ppb silane (SiH) and 
100 ppb hydrogen Sulfide (H2S) in a phosphine gas stream, 
i.e., the germane, Silane and hydrogen Sulfide levels in the 
output gas were below the detection limit of the GC/AED 
instrument (see Example 7). The thermally activated 
unmodified organic alumina (Table 4, entry 1), while effec 
tive at removing Silane and hydrogen Sulfide to levels below 
the detection limit from phosphine, was not as effective in 
removing germane as the CS-modified alumina. 

0.052 The thermally activated unmodified organic alu 
mina was also effective in removing moisture, germane and 
silane from ammonia (Table 4, entry 4). For example, 430 
ppm H2O, at 2 slpm flow, was reduced to below the 
detection limit, i.e., 150 ppb (as measured by FT-IR), with 
a capacity of about 16 liters of water per liter of purifier. The 
thermally activated Cs-alumina (Table 4, entry 5) removed 
about 800 ppm moisture, reducing it to below the detection 
limit of 100 ppb, with a capacity of about 22 liters of water 
per liter of purifier. The thermally activated CS-modified 
organic alumina was also effective in the removal of 56 ppb 

i.e., it must not decompose the matrix hydride gas. For 
example, in order for a gas purifier of this invention to be a 
viable purifier of arsine (ASH), it must be shown that the 
gas purifier does not decompose the arsine gas during 
removal of the hydride impurities. 
0054 FIGS. 1 and 2 summarize the results of a series of 
experiments that were performed in order to Show the 
stability of arsine when it is purified with each of the 
following purifier materials: NeoBead MSD-3 (NeoBead), a 
thermally activated CS-modified (CSCO) organic alumina, 
a thermally activated Mg-modified (Mg(OAc)) alumina, 
and a thermally activated Na-modified (NaOH) alumina. In 
FIG. 1, the four curves representing NeoBead, thermally 
activated CS-modified alumina, thermally activated Mg 
modified alumina and thermally activated Na-modified alu 
mina show the change in pressure (in kg/cm) as function of 
time (in minutes) upon exposure of the gas purifier material 
to arsine. A preSSure increase is indicative of the decompo 
Sition of arsine, which decomposition produces hydrogen 
according to Equation 2. 

AsH3) Ass+3/2H2 (2) 
0055 FIG. 1 shows the pressure versus time curves for 
the four purifiers tested. As shown in FIG. 1, the flow of 
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arsine over either a NeoBead (NB) gas purifier (circles) or 
the thermally activated Mg-modified organic alumina 
(Squares) resulted in almost no pressure change, indicating 
that the NeoBead and the thermally activated Mg-modified 
alumina did not decompose arsine according to Equation 2. 
The thermally activated Na-modified organic alumina (tri 
angles) showed a moderate initial pressure increase with 
increased time, whereas with the thermally activated CS 
modified organic alumina (diamonds) the initial increase in 
preSSure was quite significant. However, with both the 
thermally activated Na-modified organic alumina and the 
thermally activated CS-modified organic alumina, the rate of 
arSine decomposition decreased within a short period of 
time, indicating that the initial arSine decomposition is not 
Significant after the purifier has been on-stream for a few 
hours. Thus, the decomposition of arsine by thermally 
activated CS-modified alumina occurred only initially, per 
haps as an alumina passivation process during which 
arsenic (AS) deposits on the alumina Surface, either by 
physical adsorption, or by chemical Surface reaction (See 
Equation 2). 
0056 FIG. 2 shows loss of arsine (i.e., the concentration 
of input arsine minus the concentration of output arsine) as 
a function of time during the flow of arsine over a NeoBead 
(NB), a thermally activated Mg-modified organic alumina, a 
thermally activated CS-modified organic alumina, or a ther 
mally activated Na-modified organic alumina. In this experi 
ment, 5000 ppm of arsine (ASH) in helium was flowed 
through each of the gas purifier materials at 0.1 Standard liter 
per minute (slpm). In all cases there was an initial loss of 
arSine concentration during the flow of arsine through the 
purifiers. However, within 30-60 minutes the loss of arsine 
ceased, indicating that arSine was no longer being decom 
posed by the gas purifier. For NeoBead (NB) and for 
thermally activated Mg-modified organic alumina, this 
recovery was faster, and recovery was complete after about 
30 minutes. In the case of the more active and effective 
modified alumina gas purifiers of this invention, i.e., ther 
mally activated Na-modified organic alumina and thermally 
activated CS-modified organic alumina, the outlet arsine 
concentration was fully restored after a period of about 60 
minutes. 

0057 FIGS. 1 and 2 illustrate that a gas purifier of this 
invention that is more effective in the removal of germane 
causes more initial decomposition of arsine (See also the 
parenthetical numbers in Table 2 and the efficiency columns 
in Table 3). However, it can be concluded that the more 
efficient thermally activated Na-modified alumina and ther 
mally activated CS-modified alumina can be used effectively 
for arsine purification after a time period of passivation. 
Alternatively, thermally activated Mg-modified alumina can 
be used in the gas purifying methods of this invention, 
resulting in leSS initial decomposition of arsine as compared 
to the unmodified organic alumina, while at the same time 
preserving the high efficiency of the alumina in the elimi 
nation of germane traces (see the corresponding efficiency 
numbers in Table 3). 
0.058 It will be recognized that while one embodiment of 
this invention has been characterized in terms of use with 
gases for Semiconductor and other electronic Substrate 
manufacturing, it will be of Similar value with respect to 
treatment of any hydride gases that are used for deposition 
of component materials for any other type of high purity 
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product where moisture content is detrimental to the prod 
uct’s production. This could include, for instance, produc 
tion of high purity Substrates or other types of materials for 
research purposes, production of optical fibers and optoelec 
tronic devices (including lasers) and production of high 
purity materials that are to be used in extreme environments 
Such as products for use in Spacecraft or artificial Satallites. 

EXAMPLES 

Example 1 
0059 Preparation of CS-modified Organic Alumina 
0060 Cesium carbonate (10.51 grams; 99% pure; Aldrich 
Chemical Company) was dissolved in 30 ml of deionized 
water. The resulting Solution was added, drop by drop, 
during about a 30 minute time period, to 100 grams of 
organic alumina (PURALOX SCCa-(90-210), batch 1, 
obtained from CONDEA Vista Company) that had been 
freshly dried in a vacuum oven at about 105 C. for about 24 
hours), using a 250 ml beaker, and in a manner known in the 
art as incipient wetness impregnation. This was followed by 
at least about 16 hours of equilibration at room temperature, 
after which the equilibrated material was transferred to a 
vacuum oven for drying at about 105 C. for about 20 hours. 

Example 2 

0061 Thermal Activation of Cs-alumina 
0062) CS-modified alumina (60 ml) of Example 1 was 
loaded in a stainless Steel tube, 2.54 cm in diameter and 30 
cm in length. The tube was equipped with an entrance valve 
on top and an exit valve at the bottom, Separated physically 
from the purifier material by means of a particle filter. 
Purified nitrogen gas (purified over Nanochem(ROMX) was 
passed through the filled tube for 15 hours at a flow rate of 
1 standard liter per minute (slpm). Then, with the aid of a 
heat tape, the temperature of the tube was increased to 320 
C. and maintained at this point for 24 hours. The material 
was then cooled to room temperature under the Same flow of 
dry nitrogen, followed by an additional 15 hour period of 
nitrogen flow through the purifier. 

Example 3 
0063 Preparation and Thermal Activation of Mg-modi 
fied Organic Alumina 
0064.) Modification of organic alumina (PURALOX 
SCCa-(90-210), batch 1, obtained from CONDEA Vista 
Company) with magnesium (Mg) was performed as above 
described in Example 1. Magnesium acetate (13.4 grams; 
Mg(OAc):4HO); 99% pure; Aldrich Chemical Company) 
was dissolved in about 30 ml of deionized water. The 
resulting solution was then added to 100 grams of CONDEA 
organic alumina, followed by equilibration at room tempera 
ture and vacuum oven drying. Thermal activation of the 
Mg-modified organic alumina was then performed as in 
above Example 2. 

Example 4 

0065 Preparation and Thermal Activation of Na-modi 
fied Organic Alumina 
0.066 Modification of organic alumina (PURALOX 
SCCa-90-210, batch 1, obtained from CONDEAVista Com 
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pany) with Sodium was done according to the above 
Example 1. Sodium hydroxide (11 grams; 99% pure; Aldrich 
Chemical Company) was dissolved in about 51 ml of 
deionized water. The resulting solution was added to 170 
grams of the alumina, followed by equilibration period at 
room temperature, then oven drying at 150° C. The thermal 
activation of the obtained Na-modified alumina was per 
formed as described in Example 2. 

Example 5 
0067 Removal of Germane and Arsine Impurities from 
Inert Gases 

0068 Various purifiers were tested for their efficiency in 
the removal of phosphine and arsine traces in inert gases, at 
ambient conditions. 240 ppb germane in He and 100 ppm 
arSine in nitrogen were passed at 0.1 Slpm or 1 Slpm over 60 
ml of a purifier as described in Example 2, 3 and 4, activated 
at 300 C., and over a NeoBead purifier, for comparison. The 
analysis of the effluent gas for remaining germane/arsine 
impurities was done with a GC-PID (Gas Chromatograph 
with Photo-Ionization Detector). The results are summarized 
in Table 2. 

Example 6 

0069 Contacting ASH with Various Purifier Materials 
0070 The effect of contacting ASH with the purifiers of 
Examples 2, 3 and 4 and NeoBead, was studied as follows. 
(A) 100% AsH was flowed over the purifier at 0.5 slpm for 
2 hrs. Then the entrance and exit valves of the purifier 
canister were closed, leaving the purifier under Static contact 
with the ASH. PreSSure was Soon developed as measured by 
a pressure gauge. The increase in preSSure, apparently due to 
decomposition of arsine to AS(s) and H2(g), according to 
Equation 2, was followed as a function of time and the 
results, for the four purifiers, are shown in FIG. 1. (B) After 
350 min under ASH, in the static mode, as described in (A), 
a flow of 5,000 ppm of ASH in He at 0.1 slpm, was 
conducted through the purifier, and the amount of ASH in 
the effluent gas was monitored occasionally, by GC-PID. 
The results, as loSS of ASH in ppm against time, are 
presented in FIG. 2. 

Example 7 
0071 Removal of Hydride Impurities from Ammonia 
0.072 Ammonia gas containing 56 ppb impurity chal 
lenge of germane and 56 ppb impurity challenge of Silane, 
was passed over the purifier of Example 2 at a flow rate of 
about 1 slpm. The purifier was contained in a 60 ml stainless 
Steel canister and a conventional gas System was used for 
generating and delivering the impurity challenge, with Suit 
able gas lines, valves, fittings, mass flow controllers and 
flow meters. The analysis of the effluent gas was performed 
with GC/AED (see Example 8). The concentration of both 
germane and Silane dropped to less then 0.5 ppb, which is 
the detection limit of the GC/AED. 

Example 8 
0073 Removal of Hydride Impurities from Phosphine 
0.074. Measurement of the effectiveness of the removal of 
trace hydride impurities from phosphine (PH) was per 
formed using Gas Chromatography/Atomic Emission 
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Detection (GC/AED). See B. D. Quimby and J. J. Sullivan, 
Analytical Chemistry 62:1027-1034 (1990) and J.J. Sullivan 
and B. D. Quimby, Analytical Chemistry 62:1034-1043 
(1990), each of which is specifically incorporated herein by 
reference. In this analysis method, HS, SiH and GeH 
analytes are sequentially separated from PH matrix gas (or 
SiH and GeH are separated from ASH matrix gas) using 
Specific gas chromatography columns and conditions. Once 
Separated from the matrix gas, each Separated analyte passes 
into the atomic emission detector (AED). The AED atomizes 
each Separated analyte in a helium microwave plasma and 
detects specific emission line(s) for S, Si, and Ge using a 
grating System and photodiode array detector. 
0075) A sixty-milliliter stainless steel canister was used 
as a purifier housing, and was connected to conventional 
provisions for gas delivery and impurity challenge genera 
tion, and was also connected to Suitable gas lines, gas Valves, 
gas fittings, mass flow controllers and flow-meters. A test 
involving thermally activated CSCO modified organic alu 
mina (Example 2) was performed at ambient temperature. 
The phosphine gas Stream contained about 60 ppb germane 
impurity, and the flow rate of phosphine gas over the 
thermally activated CS-modified organic alumina was about 
1 liter/minute. The gas chromatographic Signal obtained was 
about 1.3 units. 

0076. Without use of the thermally activated CS-modified 
organic alumina, the gas chromatographic signal of the gas 
streams was greater than about 1,900 units. With the ther 
mally activated CS-modified organic alumina, the output 
germane level was thus reduced by a factor of about one 
thousand, to less than 100 ppt (the detection limit), corre 
sponding to a germane removal efficiency of 99.9%. 
Unmodified organic alumina provided an output Signal of 44 
units. Hence the organic alumina was also effective in 
removing the germane challenge, eliminating over 97% of 
the germane challenge, down to about 1.4 ppb, this being 
Somewhat above the detection limit. In contrast, very large 
output Signals were obtained for a precipitated inorganic 
alumina (LaRoche) and for an organic alumina (CONDEA 
Vista Company) modified with Sodium hydroxide according 
to Example 3. 
0077 Conditions for this hydride-removal test were then 
changed for the thermally activated CSCO-modified 
organic alumina to further investigate the purifier's effi 
ciency for the removal of germane and other impurities from 
phosphine. In one test, the impurity challenge was 100 ppb 
hydrogen sulfide (HS), 200 ppb silane, and 200 ppb ger 
mane. In this test, the hydrogen Sulfide and Silane were 
completely eliminated from the phosphine gas Stream. An 
output signal of 1.4 units was found for the germane. 
0078. In another test a 60 ppb challenge of germane in 
phosphine flowed through the thermally activated CSCO 
modified organic alumina at 1.5 liter/min, and an output 
germane Signal of 1.6 units was generated. In comparison, 
under these conditions the thermally activated unmodified 
organic alumina gave an output germane Signal of 58 units, 
and was thus Significantly less effective. 
0079 Conclusions from the above tests were that ther 
mally activated CS-modified organic alumina as made in 
Example 1 was extremely efficient for the removal of traces 
of germane from phosphine. This high efficiency was not 
affected by a gas flow rate in the range of about 1 to about 
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1.5 liter/min, or by the existence of other types of impurities 
such as HS and SiH, both of which impurities were 
concurrently effectively eliminated to their detection limits. 
0080. In another study, the impurity challenge in phos 
phine was dramatically increased, to 66 ppb HS and to 500 
ppb SiH and 500 ppb GeH, at a phosphine flow rate of 1.5 
liter/min. An analysis of the exit gas having passed through 
the thermally activated CS-modified organic alumina was 
then performed three times. The first analysis provided 0.8 
output units of silane (about 150 ppt) and 3.3 output units of 
germane (about 100 ppt). The Second and third analyses 
gave no output Signal for either Silane or germane. In all 
three analyses there was no HS Signal, meaning that HS 
was entirely removed by the purifier. 

0081. The silane/germane (SiH4/GeH) challenge was 
then increased further, to 900 ppb SiH and 900 ppb GeH, 
at the same phosphine flow rate. In this case the GC/AED 
method did not detect any SiH/GeH impurity at the output 
of the thermally activated CS-modified organic alumina. 

0082 Next, and at a lower phosphine flow rate of 1 
liter/minute, the concentrations of both the Silane and ger 
mane were increased to 1,350 ppb (1.35 ppm). This gas 
mixture, after passing through the thermally activated CS 
modified organic alumina, again showed no hydride impu 
rity GC signals. Altogether, the purifier operated for over 
five hours, at a phosphine flow rate of from 1 to 1.5 
liter/minute, thus allowing more than 400 liter of phosphine 
to pass through the thermally activated CS-modified organic 
alumina with an average challenge of about 1 ppm, and with 
a cumulative challenge of about 0.4 ml, corresponding to 
about 1 milligram Silane/germane, but no sign of deteriora 
tion and/or loSS of performance was detected. 

0.083. The above experiments illustrate that the thermally 
activated CS-modified organic alumina of Example 1 is 
highly effective and provides a durable purifier for a broad 
range of impurities in phosphine, even at quite large con 
taminant concentrations. 

Example 9 

0084 Preparation of Mg(OH)-modified Organic Alu 
mina 

0085 Modification of an organic alumina (PURALOX 
SCCa-(90-210), batch 1, obtained from CONDEA Vista 
Company) with magnesium was performed according to the 
method of Example 1. Magnesium hydroxide (14 grams; 
99% pure; Aldrich) was dissolved in about 100 ml of 
deionized water, and the obtained solution was added to 200 
grams of PURALOX SCCa-90-210 followed by equilibra 
tion at room temperature and drying overnight at 150 C. 

Example 10 

0.086 Preparation of Mg-modified Inorganic Alumina 

0.087 Modification of LaRoche inorganic alumina with 
magnesium was performed according to the method of 
Example 1. The LaRoche alumina was alumina grade A201, 
93.6% Al-O, 0.35% NaO, 0.02% SiO, bulk density 0.77 
G/mL, 2.44 mm average particle size (beads). Magnesium 
hydroxide (14 grams; 99% pure; Aldrich) was dissolved in 
about 100 ml of deionized water, and the obtained Solution 
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was added to 200 grams of LaRoche alumina followed by 
equilibration at room temperature and drying overnight at 
150° C. 

Example 11 

0088 Preparation of Ba(OH)-modified Organic Alu 
mina 

0089 Modification of an organic alumina (PURALOX 
SCCa-(90-210), batch 1, obtained from CONDEA Vista 
Company) with barium was performed according to the 
method of Example 1. Barium hydroxide (27 grams; 99% 
pure, Aldrich) was dissolved in about 100 ml of deionized 
water. Some residual Ba(OH) remained undissolved. The 
obtained solution was added to 200 grams of PURALOX 
SCCa-(90-210) followed by equilibration at room tempera 
ture and drying overnight at 150 C. 

Example 12 

0090 Preparation of CSOH-modified Inorganic Alumina 

0091 Modification of LaRoche inorganic alumina (see 
example 10) with cesium was performed according to the 
method of Example 1. Cesium hydroxide (22 grams; 99% 
pure, Aldrich) was dissolved in about 60 ml of deionized 
water, and the obtained solution was added to 200 grams of 
LaRoche alumina followed by equilibration at room tem 
perature and drying overnight at 150 C. 

Example 13 

0092 Preparation of CSCO-modified Inorganic Alu 
mina 

0093 Modification of LaRoche inorganic alumina (see 
Example 10) with cesium was performed according to the 
method of Example 1. Cesium carbonate (15 grams; 99% 
pure; Aldrich) was dissolved in about 60 ml of deionized 
water, and the obtained solution was added to 200 grams of 
LaRoche alumina followed by equilibration at room tem 
perature and drying overnight at 150 C. 

Example 14 

0094 Preparation of NaOH-modified Organic Alumina 

0.095 Modification of an organic alumina (PURALOX 
SCCa-(90-210), batch 1, obtained from CONDEA Vista 
Company) with Sodium hydroxide was performed according 
to the method of Example 1. Sodium hydroxide (13 grams; 
99% pure; Aldrich) was dissolved in about 100 ml of 
deionized water, and the obtained solution was added to 200 
grams of PURALOX SCCa-(90-210) followed by equilibra 
tion at room temperature and drying overnight at 150 C. 

Example 15 

0096) Thermal Activation of the Sample Made as 
Described in Examples 9-14 

0097. The thermal activation of the materials made 
according to Example 9-14 was done as described in 
Example 2, except that the activation temperature varied 
between 110° C. and 550 C., and the activation period 
varied from 3 hours to 24 hours (Table 3). 
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Example 16 
0098) Efficiency Test for the Removal of Germane Impu 

rity from Nitrogen 
0099 Measurements of the effectiveness of the purifiers 
in the removal of germane impurities from nitrogen gas were 
done using an APIMS (Atmospheric Pressure Ion Mass 
Spectrometer). The gas canister and gas line Systems were as 
those employed in Example 7. A nitrogen gas Stream con 
taining from about 25 ppb to about 2500 ppb (2.5 ppm) 
challenge of germane (m/z=90, m being mass and Z being 
charge) was passed over the purifier at a flow rate of about 
2 slpm. The detection limit of the APIMS instrument for 
germane is 0.08 ppb. The results of this test are summarized 
in Table 3. 

Example 17 
0100 Efficiency Test for the Removal of Germans ans 
Silane Impurities from Arsine 
0101 Measurements of the effectiveness of the removal 
of traces of hydride impurities from arsine as matrix gas, 
were performed using GC/AED and a gas line as used in 
Example 7. Arsine gas with a 50 ppb challenge of germane 
and 50 ppb challenge of silane, was passed at 20° C. over a 
bed of NeoBead GB-45 alumina purifier. The physical 
properties and contaminant level of this alumina are pre 
sented in Table 1, in which they are compared with those of 
CONDEA alumina and NeoBead D. The GB alumina was 
thermally activated at 550 C. for 3 hours before use, then 
conditioned under 100% AsH stream for 12 hours prior to 
the introduction of the hydride challenge. The detection limit 
of GC/AED for germane in arsine is 1-2 ppb and for silane 
in arsine is 1 ppb. The results of this experiment (Table 4, 
entry) was a reduction of the concentration of germane in the 
arsine exit gas to 9.7 ppb (efficiency of 80%) and reduction 
of the concentration of silane to 1.3 ppb (97% efficiency). 
When the temperature of the purifier was raised to 70° C., 
the efficiency of removing both germane and Silane 
increased to 100% (i.e., the impurity level measured in the 
exit arSine gas was less than the detection limit for both 
contaminants). When the ASH conditioning was performed 
for two weeks, the purifier removed both germane and Silane 
to below the detection limits at ambient temperature (Table 
4, entry 7). 
0102) The foregoing description is considered as illustra 
tive only of the principles of the invention. Further, since 
numerous modifications and changes will readily occur to 
those skilled in the art, it is not desired to limit the invention 
to the exact construction and process shown as described 
above. Accordingly, all Suitable modifications and equiva 
lents may be resorted to falling within the Scope of the 
invention as defined by the claims that follow. 
0103) The words “comprise,”“comprising,”“include, 
*including,” and “includes” when used in this specification 
and in the following claims are intended to Specify the 
presence of Stated features, integers, components, or Steps, 
but they do not preclude the presence or addition of one or 
more other features, integers, components, Steps, or groups 
thereof. 

We claim: 
1. An activated gas purifier material comprising an alu 

mina material, Said alumina material having been activated 
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by heating Said alumina material at a temperature in the 
range of from about 200 C. to about 650 C. in an inert 
atmosphere to form an activated alumina material, wherein 
Said activated alumina material is maintained in Said inert 
atmosphere Subsequent to Said heating and prior to use. 

2. The activated gas purifier material of claim 1 wherein 
Said alumina is an organic alumina. 

3. The activated gas purifier material of claim 1, wherein 
Said alumina material is a modified organic alumina. 

4. The activated gas purifier material of claim 1, wherein 
Said alumina material is a modified inorganic alumina. 

5. The activated gas purifier material of claim 3, wherein 
Said modified organic alumina is prepared by treating an 
organic alumina material with a modifying agent prior to 
Said heating Step. 

6. The activated gas purifier material of claim 5, wherein 
Said modifying agent is applied to Said alumina material by 
incipient wetness impregnation. 

7. The activated gas purifier material of claim 5 wherein 
Said modifying agent is an oxide, hydroxide, carbonate, 
acetate, or oxalate of an element of Group IA or IIA. 

8. The activated gas purifier material of claim 4, wherein 
Said modified inorganic alumina is prepared by treating an 
inorganic alumina material with a modifying agent prior to 
Said heating Step. 

9. The activated gas purifier material of claim 8, wherein 
Said modifying agent is applied to Said alumina material by 
incipient wetness impregnation. 

10. The activated gas purifier material of claim 8 wherein 
Said modifying agent is an oxide, hydroxide, carbonate, 
acetate, or oxalate of an element of Group IA or IIA. 

11. The activated gas purifier material of claim 1, wherein 
Said alumina material is heated at a temperature between 
about 300 to 550° C. 

12. The activated gas purifier material of claim 1, wherein 
Said activated gas purifier is capable of removing trace 
impurities from a gas. 

13. The activated gas purifier material of claim 12, 
wherein Said gas is a hydride gas. 

14. The activated gas purifier material of claim 13, 
wherein Said hydride gas is ammonia, phosphine, or arsine. 

15. The activated gas purifier material of claim 12, 
wherein Said gas is an inert or non-reactive gas. 

16. The activated gas purifier material of claim 15, 
wherein Said inert or nonreactive gas is nitrogen, helium, 
argon, or hydrogen. 

17. The activated gas purifier material of claim 12, 
wherein Said impurities are Selected from the group consist 
ing of germane, Silane, hydrogen Sulfide, carbon dioxide, 
Siloxanes, phosphorus oxides, phosphorus oxyacids, and 
Water. 

18. An activated gas purifier material comprising an 
alumina material Selected from the group consisting of 
organic aluminas, modified organic aluminas, and modified 
inorganic aluminas, Said alumina material having been acti 
Vated by heating Said alumina material at a temperature in 
the range of from about 200 C. to about 650 C. in an inert 
atmosphere to form an activated alumina material, wherein 
Said activated alumina material is maintained in Said inert 
atmosphere Subsequent to Said heating and prior to use. 

19. The activated gas purifier material of claim 18, 
wherein Said modified organic alumina is prepared by treat 
ing an organic alumina material with a modifying agent prior 
to Said heating Step. 
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20. The activated gas purifier material of claim 19, 
wherein Said modifying agent is applied to Said alumina 
material by incipient wetness impregnation. 

21. The activated gas purifier material of claim 18 
wherein Said modifying agent is an oxide, hydroxide, car 
bonate, acetate, or oxalate of an element of Group IA or IIA. 

22. The activated gas purifier material of claim 18, 
wherein Said modified inorganic alumina is prepared by 
treating an inorganic alumina material with a modifying 
agent prior to Said heating Step. 

23. The activated gas purifier material of claim 22, 
wherein Said modifying agent is applied to Said alumina 
material by incipient wetness impregnation. 

24. The activated gas purifier material of claim 22 
wherein Said modifying agent is an oxide, hydroxide, car 
bonate, acetate, or oxalate of an element of Group IA or IIA. 

25. The activated gas purifier material of claim 18, 
wherein Said alumina material is heated at a temperature 
between about 300 to 550° C. 

26. The activated gas purifier material of claim 18, 
wherein Said activated gas purifier is capable of removing 
trace impurities from a gas. 

27. The activated gas purifier material of claim 26, 
wherein Said gas is a hydride gas. 

28. The activated gas purifier material of claim 27, 
wherein Said hydride gas is ammonia, phosphine, or arsine. 

29. The activated gas purifier material of claim 26, 
wherein Said gas is an inert or a non-reactive gas. 

30. The activated gas purifier material of claim 29, 
wherein Said inert or non-reactive gas is nitrogen, helium, 
argon, or hydrogen. 

31. The activated gas purifier material of claim 26, 
wherein Said impurities are Selected from the group consist 
ing of germane, Silane, hydrogen Sulfide, carbon dioxide, 
Siloxanes, phosphorus oxides, phosphorus Oxyacids, and 
Water. 

32. An activated gas purifier material comprising an 
alumina material, Said alumina material having been acti 
Vated by heating Said alumina material at a temperature in 
the range of from about 200 C. to about 650 C. in an inert 
atmosphere to form an activated alumina material, wherein 
Said activated alumina material is maintained in Said inert 
atmosphere Subsequent to Said heating and prior to use, and 
wherein Said activated gas purifier is capable of removing 
trace impurities from a gas. 

33. The activated gas purifier material of claim 32 
wherein Said alumina is an organic alumina. 

34. The activated gas purifier material of claim 32, 
wherein Said alumina material is a modified organic alu 
mina. 

35. The activated gas purifier material of claim 32, 
wherein Said alumina material is a modified inorganic alu 
mina. 

36. The activated gas purifier material of claim 34, 
wherein Said modified organic alumina is prepared by treat 
ing an organic alumina material with a modifying agent prior 
to Said heating Step. 

37. The activated gas purifier material of claim 36, 
wherein Said modifying agent is applied to Said alumina 
material by incipient wetness impregnation. 

38. The activated gas purifier material of claim 36 
wherein Said modifying agent is an oxide, hydroxide, car 
bonate, acetate, or oxalate of an element of Group IA or IIA. 
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39. The activated gas purifier material of claim 35, 
wherein Said modified inorganic alumina is prepared by 
treating an inorganic alumina material with a modifying 
agent prior to Said heating Step. 

40. The activated gas purifier material of claim 39, 
wherein Said modifying agent is applied to Said alumina 
material by incipient wetness impregnation. 

41. The activated gas purifier material of claim 39 
wherein Said modifying agent is an oxide, hydroxide, car 
bonate, acetate, or oxalate of an element of Group IA or IIA. 

42. The activated gas purifier material of claim 32, 
wherein Said alumina material is heated at a temperature 
between about 300 to 550° C. 

43. The activated gas purifier material of claim 32, 
wherein Said gas is a hydride gas. 

44. The activated gas purifier material of claim 43, 
wherein Said hydride gas is ammonia, phosphine, or arsine. 

45. The activated gas purifier material of claim 32, 
wherein Said gas is an inert or a non-reactive gas. 

46. The activated gas purifier material of claim 45, 
wherein Said inert or non-reactive gas is nitrogen, helium, 
argon, or hydrogen. 

47. The activated gas purifier material of claim 32, 
wherein Said impurities are Selected from the group consist 
ing of germane, Silane, hydrogen Sulfide, carbon dioxide, 
Siloxanes, phosphorus oxides, phosphorus oxyacids, and 
Water. 

48. A method of making an activated gas purifier material, 
comprising: 

providing an alumina material; 
heating the alumina material in a container at a tempera 

ture in the range of from about 200° C. to about 650 
C. while flowing an inert gas through the container to 
form an activated alumina material; 

cooling the activated alumina material in Said container 
while maintaining the flow of inert gas through the 
container; and 

Storing the activated alumina material in an inert atmo 
Sphere in Said container. 

49. The method of claim 48 wherein said alumina is an 
organic alumina. 

50. The method of claim 48, wherein said alumina mate 
rial is a modified organic alumina. 

51. The method of claim 48, wherein said alumina mate 
rial is a modified inorganic alumina. 

52. The method of claim 50, wherein said modified 
organic alumina is prepared by treating an organic alumina 
material with a modifying agent prior to Said heating Step. 

53. The method of claim 52, wherein said modifying 
agent is applied to Said organic alumina by incipient wetness 
impregnation. 

54. The method of claim 52 wherein said modifying agent 
is an oxide, hydroxide, carbonate, acetate, or oxalate of an 
element of Group IA or IIA. 

55. The method of claim 51, wherein said modified 
inorganic alumina is prepared by treating an inorganic 
alumina material with a modifying agent prior to Said 
heating Step. 

56. The method of claim 55, wherein said modifying 
agent is applied to Said inorganic alumina by incipient 
wetness impregnation. 
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57. The method of claim 55 wherein said modifying agent 
is an oxide, hydroxide, carbonate, acetate, or oxalate of an 
element of Group IA or IIA. 

58. The method of claim 48, wherein said alumina mate 
rial is heated at a temperature between about 300 to 550 C. 

59. The method of claim 48, wherein said activated gas 
purifier is capable of removing trace impurities from a gas. 

60. The method of claim 59, wherein said gas is a hydride 
gaS. 

61. The method of claim 60, wherein said hydride gas is 
ammonia, phosphine, or arsine. 

62. The method of claim 59, wherein said gas is an inert 
or a non-reactive gas. 

63. The method of claim 62, wherein said inert or non 
reactive gas is nitrogen, helium, argon, or hydrogen. 

64. The method of claim 59, wherein said impurities are 
Selected from the group consisting of germane, Silane, 
hydrogen Sulfide, carbon dioxide, Siloxanes, phosphorus 
oxides, phosphorus Oxyacids, and water. 

65. A method of removing traces amounts of impurities 
present in gas, comprising flowing the contaminated gas 
through a thermally activated alumina-based gas purifier. 

66. The method of claim 65, wherein said thermally 
activated alumina-based gas purifier comprises an alumina 
material that is thermally activated prior to use by heating an 
alumina material under an inert atmosphere at a temperature 
between about 200-650 C. for a sufficient time and main 
taining the thermally activated alumina material in an inert 
atmosphere prior to use. 

67. The method of claim 65, wherein said alumina mate 
rial is an organic alumina 

68. The method of claim 65, wherein said alumina mate 
rial is a modified organic alumina. 

69. The method of claim 65, wherein said alumina mate 
rial is a modified inorganic material. 

70. The method of claim 68, wherein said modified 
organic alumina is prepared by treating an organic alumina 
material with a modifying agent prior to Said heating Step. 

71. The method of claim 68, wherein said modifying 
agent is applied to Said organic alumina by incipient wetness 
impregnation. 

72. The method of claim 70, wherein said modifying 
agent is an oxide, hydroxide, carbonate, acetate, or oxalate 
of an element of Group IA or IIA. 

73. The method of claim 69, wherein said modified 
inorganic alumina is prepared by treating an inorganic 
alumina material with a modifying agent prior to Said 
heating Step. 

74. The method of claim 73, wherein said modifying 
agent is applied to Said inorganic alumina by incipient 
wetness impregnation. 
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75. The method of claim 73, wherein said modifying 
agent is an oxide, hydroxide, carbonate, acetate, or oxalate 
of an element of Group IA or IIA. 

76. The method of claim 65, wherein said gas is a hydride 
gaS. 

77. The method of claim 75, wherein said hydride gas is 
ammonia, phosphine, or arsine. 

78. The method of claim 65, wherein said gas is an inert 
or a non-reactive gas. 

79. The method of claim 78, wherein said inert or non 
reactive gas is nitrogen, helium, argon, or hydrogen. 

80. The method of claim 65, wherein said impurities are 
Selected from the group consisting of germane, Silane, 
hydrogen Sulfide, carbon dioxide, Siloxanes, phosphorus 
oxides, phosphorus oxyacids, and water. 

81. A method of removing trace impurities from a gas, 
comprising: 

providing a housing having an inlet and an outlet; 
placing an alumina material in Said housing; 
thermally activating Said alumina material by heating Said 

alumina material at a temperature between about 200 
650 C. while flowing an inert gas through said alumina 
material; and 

flowing Said gas through Said housing and Said activated 
alumina material. 

82. The method of claim 81 wherein said alumina is an 
organic alumina. 

83. The method of claim 81, wherein said alumina mate 
rial is a modified organic alumina. 

84. The method of claim 81, wherein said alumina mate 
rial is a modified inorganic alumina. 

85. The method of claim 83, wherein said modified 
organic alumina is prepared by treating an organic alumina 
material with a modifying agent prior to placing Said alu 
mina in Said housing. 

86. The method of claim 85 wherein said modifying agent 
is an oxide, hydroxide, carbonate, acetate, or oxalate of an 
element of Group IA or IIA. 

87. The method of claim 84, wherein said modified 
inorganic alumina is prepared by treating an inorganic 
alumina material with a modifying agent prior to placing 
Said alumina in Said housing. 

88. The method of claim 87 wherein said modifying agent 
is an oxide, hydroxide, carbonate, acetate, or oxalate of an 
element of Group IA or IIA. 

89. The method of claim 81, wherein said alumina mate 
rial is heated at a temperature between about 300 to 550 C. 

k k k k k 


