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57 ABSTRACT 
An electrochromic display device containing at least 
two electrodes and electrolyte in contact therewith is 
disclosed, wherein the electrolyte is an electrolytic 
solution which has been gelated by polymer. 

25 Claims, 3 Drawing Sheets 
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1. 

ELECTROCHROMC DISPLAY DEVICE 

Matter enclosed in heavy brackets appears in the 
original patent but forms no part of this reissue specifica- 5 
tion; matter printed in italics indicates the additions made 
by reissue. 

BACKGROUND OF THE INVENTION 

This invention relates to the electrolyte of an electro 
chromic display optical device, and more particu 
larly, to the reform of the function by gelating the elec 
trolyte. 

In electrochromic optical devices, such as display de 
vices, usually an electrolyte solution has been used as 
the electrolyte. But when a solution is used, there have 
been problems such as the trapping of air bubbles or the 
destruction of the panel because of the difference in the 
rate of expansion between the panel and the liquid. To 
avoid these problems, use of a solid electrolyte has been 
considered, especially for the proton conductor, metal 
oxide thin films (e.g. silicon dioxide, tantalum oxide, 
etc). But these solid electrolytes have the defect of 
exhibiting a large electrical resistance. So that these is 
devices exhibited a slow response required a large drive 
voltage. Furthermore, for these solid electrolytes the 
contacts between the electrochromic electrodes and the 
electrolytes, or between the counter electrodes and the 
electrolytes, have generally been considered as unreli 
able, i.e. in the case of a liquid, because of the fluidity of 
the liquid the contact could be expected to be enough, 
but, in the case of a solid, stripping could occur; espe 
cially when the external voltage has been applied for a 
long time, and this is an important factor affecting the 
device stability. 
So far, the use of a gelated electrolyte solution has 

been tried, but, till now, these trials simply used an 
existing gelating reagent by mixing it with the electro 
lyte solution. As a result, the applied electric field was 
limited, and the technique could not be applied to arbi 
trary electrolyte solutions. Moreover the patterning of 
the electrolyte was difficult according to the prior art 
gelated electrolyte. 

BRIEF SUMMARY OF THE INVENTION 

One object of this invention is to overcome the afore 
mentioned defects of electrolyte solutions and solid 
electrolytes, and to provide a solid electrolyte which 
has an ionic conductivity comparable to that of the 50 
liquid electrolyte and which has an electrode-elec 
trolyte contact as reliable as that of the liquid electro 
lyte, and which can be used for a variety of electrolyte 
solutions. 
Another object of this invention is to obtain a gel 

electrolyte which can be readily patterned. 
BRIEF EXPLANATION OF DRAWINGS 

FIG. 1 indicates the variation of solubility of a poly 
mer to propylene carbonate when the copolymerization 
ratio is changed. 
FIG. 2 indicates the display pattern used in the exam 

ples of the invention. 
FIG. 3 is a cross-sectional view of the display panel 

used in the examples. 
FIG. 4 indicates the polymer weights when the poly 

mer is swelled by propylene carbonate with and with 
out 1M lithium perchlorate. 
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2 
FIG. 5 indicates the comparison of the conductivity 

between liquid and a swelled polymer which absorbs a 
1M lithium perchlorate propylene carbonate solution at 
different frequencies. 
FIG. 6 shows the water absorbance of the cross 

linked polymer when pyromellitic anhydride was used 
as the cross-linking agent and, the reaction interval and 
the cross-linking agent and, the reaction interval and the 
amount of cross-linking agent were changed. 
FIG. 7 is the cross-sectional view of the display de 

vice used in the examples. 
FIG. 8 is the display pattern of the display device. 
FIG. 9 indicates the gel appearance when propylene 

carbonate is gelated by methyl acrylate and divinylben 
zene with a variation of liquid/monomer and divinyl 
benzene/monomer ratio. 

FIG. 10 indicates the variation of resistance when the 
liquid/monomer ratio is varied. 
FIG. 11 is the cross-sectional view of the display 

device used in the examples. 
DETAILED DESCRIPTION OF THE 

INVENTION 

In accordance with the basic principle of this inven 
tion the liquid electrolyte is gelated by a polymer which 
absorbs the liquid electrolyte and swells to form a gel. 
According to this method, if a sufficient quantity of 

liquid is contained in the polymer, it is expected that the 
comparable conductivity of the thus gelated electrolyte 
to that of liquid liquid and the electrode-electrolyte 
contact will be as reliable as that of liquid electrolyte. 
The problem is to obtain a polymer which absorbs suffi 
cient liquid electrolyte and swells in specified solvents. 
In accordance with this invention, two methods are 
proposed to construct such polymers. 
A method is required whereby the solubility of poly 

mer can be changed continuously. The first method for 
changing the solubility is to increase the molecular 
weight of the polymer by cross-linking, and the second 
method is to prepare a copolymer from monomer 
which when polymerized yields soluble polymer and 
monomer which when polymerized yields insoluble 
polymer and to change the copolymerization ratio of 
these monomers. 
The following examples further illustrate the inven 

tion. 

EXAMPLE 1. 

For propylene carbonate, which is widely used as a 
solvent for a tungsten oxide electrochromic display 
device a search was made for a polymer which would 
absorb this solvent and swells. Whether a soluble poly 
mer is cross-linked or monomer which forms soluble 
polymer and monomer which forms insoluble polymer 
is copolymerized, as mentioned before, a polymer solu 
ble in propylene carbonate must be found first. A solu 
bility resulted in differentiation between polymer and 
soluble in propylene carbonate polymer insoluble in 
propylene carbonate as set forth below. 
* Soluble polymer 
polyvinyl acetate, polymethyl methacrylate, poly 
methyl acrylate, polyvinylpyrrolidone, polyvinylpyri 
dine 
* Insoluble polymer 
polystyrene, polyvinyl chloride, polyethylene, polypro 
pylene, polyvinyl carbazole. 
According to the first method, for every one of the 

soluble polymers, the corresponding monomer and divi 
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inylbenzene are copolymerized, and the copolymeriza 
tion ratio at which the resulting polymer swells is inves 
tigated. 
On the other hand, according to the second method, 

involving a copolymer containing soluble polymer and 
insoluble polymer, polyvinyl acetate and ethylene will 
be considered. A set of samples in which the copoly 
'merization ratio is varied was obtained and the swelling 
property of these samples was tested. 
According to these results, the FIG. 1 was obtained, 

and it was revealed that at an 80%-vinyl acetate ratio 
the polymer swells. 

In these swelling polymers, vinyl acetate-ethylene 
copolymer and vinyl acetate-divinylbenzene copolymer 
i(divinylbenzene is contained at 0.1%) were used as the 
element of the cells and of the display panels. In these 
display panels tungsten oxide was vacuum evaporated 
in the shape shown in FIG. 2. Tungsten oxide was evap 
orated at a pressure 1x10-5 torr and heated by a resis 
tive heater. The thickness of the films is 5000 A and it 
was evaporated on ITO films, which stands for Indium 
Tin Oxide transparent films. The sliced view of the 
panels which include the above electrochromic films is 
shown in FIG. 3, where the glass plate, 1 covers, the 
ITO film 2 which, holds the evaporated tungsten oxide 
film 3; the swelled polymer 4 which contains propylene 
carbonate and lithium perchlorate is located between 
the tungsten oxide film 3 and, the evaporated gold film 
5, a glass plate 6 is settled below. The display panel 
made as above can be colored and bleached by the 
application of +1.5V. The response time was compara 
ble to that of liquid i.e. 0.5 sec. 

This same result was obtained for vinyl acetate-ethy 
lene copolymer and for vinyl acetate-divinylbenzene 
copolymer. 
A more detailed investigation was made for vinyl 

acetate-ethylene copolymer. 
FIG. 4 indicates the time variation of the degree of 

swelling measured by the weight increase with and 
without the electrolyte salt. As seen from this result, the 
polymer becomes about six times heavier than before 
swelling. 
This indicates the amount of the liquid absorbed. 
On the other hand, the conductivity was measured on 

this swelled polymer as shown in FIG. 5. As seen from 
this figure, the swelled polymer (vinyl acetate-ethylene) 
has the prominent property of a resistance which is 
lower than that of the liquid. The reasons for this result 
is not obvious, but it is possible that the existance of 
polymer prevents the formation of an ion-pair in the 
electrolyte. To describe in detail, in more solving lith 
ium perchlorate in propylene carbonate, too much salt 
makes the conductivity of liquid lower. From this it is 
inferred that the positive and negative ions form an 
ion-pairs and that these ions forming ion-pair can not 
contribute to the conductivity. So that, if the ion-pair 
formation is prevented somehow the conductivity will 
increase. 

EXAMPLE 2 

The gelation of the liquid electrolyte wherein the 
solvent is carried out acetonitrile is Polymers are differ 
entiated with respect to solubility and insolubility in 
acetonitrile. 
* Soluble polymer 
polyvinyl acetate, polymethyl methacrylate, poly 
methyl acrylate. 
* Insoluble polymer 
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4. 
polystyrene, polyethylene, polyvinyl chloride polypro 
pylene. 
According to the first method, swelled polymer was 

obtained by the copolymerization with divinylbenzene. 
On the other hand according to the second method, a 
swellable vinylacetate-ethylene copolymer was ob 
tained. This polymer was caused to absorb 0.1M tetra 
ethylammonium perchlorate acetonitrile liquid, and 
used in the cell described in Example 1. A response 
comparable to that of the electrolyte liquid was ob 
tained. Further, a high vapour pressure brought about 
the destruction of cells at high temperature in the case 
of liquid electrolyte. But when using gelated electro 
lyte, this accident was avoided. 

EXAMPLE 3 

As in Example 1, for electrochromic films made of 
molybdenium oxide, the same kinds of effects were 
obtained in the case of the same polymers and solutions 
as Example 1. 

EXAMPLE 4 

As in Example 2, for electrochromic films made of 
molybdenium oxide, the same kinds of effects were 
obtained in the case of the same polymers and solutions 
as Example 2. 
Of course, the aqueous solution could be gelated in 

the same manner, but another material will be used as 
the aqueous solution as below. 
To consider polyvinyl alcohol as the water-soluble 

polymer, cross-linkage can be realized by esterification 
as follows. 

-ch-h-ch-h- + HOOC-R-COOH-Ge. 
OH OH 

-CH-H-CH-H- 
OH 

CEO 

R 

=o 
O OH 

-2HC-CH-CH2-CH 

i.e. hydroxy groups in polyvinyl alcohol are esterified 
with the carboxylic acid groups and form the ester 
bond. When this process is carried between the two 
polymer chains, cross-linkage should occur. So the 
cross-linking reagent is the dicarboxylic acid. Of course, 
the anhydride for the dicarboxylic acid can also be used. 

Generally the cross-linked polymer is insoluble in any 
solvent because of its extremely high molecular weight, 
so it is difficult to form these polymers as the electrolyte 
layer on the ITO film. To avoid this difficulty, it is 
desirable to form the film using a polymer solution 
before cross-linkage is performed. 
So first, polymer and cross-linking reagent are mixed 

in water, and then the solution is expanded on the glass 
substrate and dried. 
Then, cross-linkage is performed in the film. Now, 

this invention will be illustrated further by the follow 
ing examples. 
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EXAMPLE 5 
As the cross-linking reagent, pyromellitic dianhy 

dride will be examined. Polyvinyl alcohol was dis 
solved in water in a 10 wit% ratio, and then pyromellitic 
dianhydride was added to it with 0.02, 0.04, 0.06, 0.08, 
0.1 cross-linking agent/polymer weight ratio. Pyromel 
litic dianhydride was dissolved at c.a. 80 C. The solu 
tion arranged as above was expanded on the glass plate 
and dried on the hot plate at c.a. 80 C. 
Then the transparent film was formed without the 

recrystallization of pyromellitic dianhydride. This film 
was cross-linked in the furnace at 120 C. The reaction 
intervals were set as 1 hr. 2 hr. 3 hr. 4 hr. 5 hr. The 
results are indicated in FIG. 6. From these results, it can 
be recognized that at least 2% by weight of cross-link 
ing agent is needed to form the insoluble film, and the 
largest amount of water is absorbed by polymer having 
a 0.04 weight ratio of cross-linking agent and 4 hr. reac 
tion interval. The weight of the polymer becomes 3.5 
times heavier than that before absorption. This fact 
indicates that the absorbed water is 2.5 times heavier 
than that of polymer. 
The polymer obtained as above would be the solid 

electrolyte when it is made to absorb the electrolyte 
solution. The above conditions of cross-linking i.e. 0.04 
weight ratio and 4 hr reaction interval were set, and the 
resultant polymer was caused to absorb 1M KCl elec 
trolyte. 
This solid electrolyte was used in the display panel 

illustrated in FIG. 7. Here, the glass plate 7 covers the 
transparent conducting film 8 which is made of tin ox 
ide, and is coated with the electrochromic electrode 9 
which is made of Prussian blue film. 

This Prussian blue film was formed on the electrode 
by the electrolytic reduction on tin oxide electrode in a 
mixture solution of potassium ferricyanide and ferric 
chloride. The solid electrolyte 10 mentioned above, is in 
contact with the electrode 9 and held in place by the 
glass spacer 11. The glass substrate 13 is covered with 
the chromium-gold evaporated film 12 used as the 
counter electrode. The display pattern of this panel is 
illustrated in FIG. 8. The displayed information could 
be moved from left pattern to right or vice versa by 
voltage application. 

In the display device as above, the Prussian blue film 
was blue when it was just formed, the bleaching was 
performed by connecting the display film with the 
counter electrode. The display electrode was 4 mm2 in 
area, and the electric charge density used to display was 
6 m c/cm2. 
So the requisite charge was 240 uC. The bleaching 

was performed by the constant current 10 uA with a 
time interval of 24 sec. Then between the colored film 
and the bleached film the external voltage was applied 
with 0.7 v so that the colored film was at a lower poten 
tial. Then the blue color moved from one side to the 
other. The response time was 5 sec. When liquid elec 
trolyte was used the response time was 2 sec. So this 
shows a slower response when the gelated film was 
used. 

EXAMPLE 6 

The display device as in Example 5, and under the 
same cross-linking conditions, the dried film was made 
to contain the electrolyte before absorbing the solution 
i.e. polyvinyl alcohol was dissolved in 10% by wt. of 
1M KCl solution. Pyromellitic dianhydride was mixed 
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6 
with the solution in a 0.04 cross-linking agent/polymer 
weight ratio. The cross-linking conditions were 120° C., 
4 hr. The cross-linked film was made to absorb the 
water. This film was used in the same display device as 
Example 5, and evaluated. The response time was 4 sec., 
a little faster than Example 5. 

EXAMPLE 7 

In this example, the Prussian blue electrode was 
formed on the gold electrode indicated in FIG. 7. 
The drive was performed between an upper Prussian 

blue display electrode and a lower Prussian blue coun 
terellectrode. In this case, the Prussian blue counter 
electrode did not have a clear looking Prussian blue 
display, so titanium white was dispersed in the cross 
linked polyvinyl alcohol film as follows. 
A 10 wit% polyvinyl alcohol 1M KCl solution was 

prepared with titanium oxide, which had been ground 
to a fine powder by a pestle. Pyromellitic dianhydride 
was mixed with above solution in an amount such that 
the cross-linking agent weight ratio was 0.04. 
This film was cross-linked under the same cross-link 

ing conditions as Example 6. Then this film was made to 
absorb water, and used in the display device illustrated 
as above. 
When external voltage of 0.7 v was applied between 

the display film and the counter electrode so that the 
display film potential was lower, the displayed color 
was bleached and became white because of the titanium 
white. The response time was 2 sec., i.e., the same value 
as that of the liquid. 
The faster response is the result of the shorter dis 

tance between the electrodes. In Examples 5 and 6, the 
current flowed between two display electrodes, but in 
Example 3, the current flowed between the display 
electrode and the counterelectrode. Then the thinner 
the display cell is, the lower the resistance of electrolyte 
and the faster the response time. 
As it is clear from above examples, the conductivity 

of cross-linked polyvinyl alcohol is lower than that of 
the liquid. But if the thickness of the cell is thin enough, 
the response time becomes comparable with that of the 
liquid. 
The reason is the existence of the interfacial resis 

tance of the display film. This resistance is independent 
to the cell thickness. Then when the cell thickness is 
thin enough, the resistance of the electrolyte becomes 
unimportant for the response. 

EXAMPLE 8 

In this example, maleic acid was used as the cross 
linking agent. As in Example 5, 10 wit% polyvinyl alco 
hol solution was prepared. Maleic acid was added in an 
amount for the cross-linking agent/polymer weight 
ratio to be 0.1. The cross-linking conditions were 130 
C., 1 hr. The resultant polymer film was made to absorb 
the electrolyte, but the polymer didn't conserve the film 
shape. It was like a finely cut gelatin i.e. gelation did 
occur, but a definite shape was lost. This polymer also 
could be used in the display device. This can avoid 
air-bubbles, too. The display device constructed as 
above was driven in the same manner as Example 5, and 
the display pattern was moved from left to right and 
vice versa with a response time of 2 sec. 

EXAMPLE 9 

In this example the maleic acid was used at the differ 
ent cross-linking conditions of 130 C, 4 hr. 
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The maleic acid was added in an amount so that the 
cross-linking agent/polymer weight ratio to 0.04. The 
result was half-gelated polymer as in Example 8. The 
water swelled polymer brought the same result as in 
Example 8. 
From Examples 8 and 9, when maleic acid is used, it 

is impossible to form a film, because of the difference of 
reactivity between anhydride and acid. Anhydride will 
react under milder conditions. 

EXAMPLE 10 

In this example, cross-linking was performed in the 
same manner as in Example 5, but the cross-linking 
agent was adipic acid. The film form was not obtained 
at the condition, 130' C., 4 hr, 0.04 cross-linking agent 
/polymer ratio, But the problem of air-bubbles was 
solved as before. 

EXAMPLE 11 

In this example maleic anhydride was used under the 
same cross-linking conditions as Example 6. 

In this case, film electrolyte was obtained. This film 
was used in the display device illustrated in FIG. 7, and 
was driven as in Example 6, i.e. the coloring charge was 
moved from left to right and vice versa. The response 
time was also 4 sec. 

EXAMPLE 12 

The same cross-linking agent as in Example 5 was 
used, but in this example, polyvinyl alcohol was not 
dissolved in 1M KCl solution, but in 1M KClO4 solu 
tion. The cross-linked polyvinyl alcohol was made 
(under the same cross-linking conditions as in Example 
6) from this solution and was made to absorb water to 
form solid electrolyte. This solid electrolyte was used in 
the display device illustrated in FIG. 7. In this example, 
tungsten oxide was used for Prussian blue. A tungsten 
oxide film was formed by vacuum evaporation. 
Tungsten oxide was evaporated to a clear film. This 

display film was colored by a coloring charge 240 uC 
which was injected from the gold electrode with con 
stant current. The coloring charge was moved between 
the two tungsten oxide films by the external voltage of 
1.5 V. The response time was 2 sec. The response time, 
when the liquid was used, was 0.5 sec. 

EXAMPLE 13 

As in example 7, titanium white was mixed when the 
film was formed in Example 12 and drive was per 
formed between the counterelectrode. In this example 
the counterelectrode was gold and the applied voltage 
was -- 1.2 V. The response time was 0.5 sec, the same 
value as with the liquid electrolyte. 

Explained as above, this invention is applicable to 
electrochromic devices which use an aqueous solution. 
The response time can be the same order as with the 
liquid electrolyte by using a thinner cell. Further, this 
invention solves the problem of air-bubbles. 
The gelated solutions so far, are mostly formed from 

cross-linked polymers which absorb the corresponding 
liquid. But according to this method, the polymer at 
tached to a panel strips away, because the polymer 
absorbs the liquid and swells substantially, so that the 
formation of the solid electrolyte becomes very diffi 
cult. Here, an improved method is proposed in which 
the obtained gel is drier, and adheres to the electrode 
even in its gel form. 
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8 
The method involves the polymerization of a mixture 

of electrolyte solution, monomer and cross-linking 
agent to form the gel. Now this embodiment of the 
invention will be illustrated by the following examples. 

EXAMPLE 14 

Attempts have been made to gelate propylene car 
bonate which is widely used as a solvent for WO3 elec 
trochronic film by this invention. Generally this sol 
vent is used as a 1M LiClO4 electrolyte solution. So in 
this example also, this electrolyte was used. As methyl 
acrylate polymer is soluble in propylene carbonate, 
methyl acrylate monomer was added to 

CH2=CH (methyl acrylate) 
COOCH3 

the above electrolyte solution. This solution can't be 
polymerized to a gel form, instead it becomes viscous. 
A divinyl compound is needed as the cross-linking 
agent. Here divinylbenezene was used. The initiator 
was azobisisobutylonitrile. 
The weight of azobisisobutylonitrile was 0.005 of the 

monomer. The temperature was 50° C., the reaction 
interval was 1 hr. Under these polymerizing conditions 
the appearance of the formed gel was investigated. The 
results are indicated in FIG. 9. As is clear from this data, 
the requisite quantity of divinylbenzene is different 
according to the quantity of liquid, and too much cross 
linking agent and too little cross-linking agent are both 
undesirable. 
The resistance of the resultant gel was measured on 

the gel which contains five times as much liquid as 
monomer. Its value was 244 cm., while that of the 
liquid is c.a. 300 (2cm. The resistance of gel was a little 
lower than that of the liquid. 
As is clear from this result, the conductivity of the gel 

prepared as above is by no means inferior to that of 
liquid. To be clearer, the variation of the conductivity 
with the mixing ratio of liquid and monomer was mea 
sured. In this case the conductivity was independent 
from the quantity of cross-linking agent. The results are 
indicated in FIG. 10. 
As is known from these results, the conductivity of 

the gel became constant at a liquid/monomer ratio of 4, 
and at this stage the conductivity was a little lower than 
that of the liquid. 

Further using the method of preparation explained 
above, resulted in a product having an important prop 
erty compared with that of the ordinary method. In the 
ordinary method, first cross-linked polymer is synthe 
sized, then the cross-linked polymer is treated to absorb 
the liquid. But, in such method the surface of the poly 
mer is completely wet, so that it won't stick to anything. 
Compared with such case, the swelled polymer pre 
pared by this invention has a drier surface than ordi 
nary. 
Of course, it was not as dry as an ordinary solid, but 

it will stick to other surfaces. Especially when the li 
quid/monomer ratio is greater than three, the surface 
became so adhesive that it can adhere e.g. to glass or a 
human finger. This characteristic is very advantageous 
for the fabrication of display cells. For example, and all 
solid type cell can be fabricated by laying the element 
layers i.e. display electrode solid electrolyte, counter 
electrode, step by step. 



9 
In this case, if the electrolyte is adhesive as discussed 

above, the electrolyte can adhere to the display elec 
trode, and the counterelectrode and its position is fixed. 
But if the electrolyte is wet, the electrolyte can't adhere, 
and can't be fixed. It is very inconvenient. But the more 
important result is that the adhesive polymer can be 
stuck to the resist film. This indicates that the polymer 
can be patterned by ordinary photolithography. But if 
the polymer is wet, the resist film can't be laminated on 
it. 
A display cell has been constructed using this solid 

electrolyte after the elementary measurement as above. 
The display electrode was tungsten oxide. The cross 
sectional view of the cell employed is indicated in FIG. 
11. 
This display device was fabricated as below. First, 

the glass plate 14 which had the transparent conducting 
film on it was made and the transparent conducting film 
was patterned. Then the insulator film 15 was patterned. 
Tungsten oxide 16 was evaporated and patterned using 
a metal mask. The solid electrolyte 17 film explained 
above was stuck on top of the insulator film 15 and the 
tungsten oxide 16. 
The film 17 was formed by polymerizing the mixture 

of monomer and electrolyte solution in a mold at 50 C. 
for 1 hr. The mixture used had a liquid/monomer 
weight ratio of 4. After the addition of the electrolyte, 
the counterelectrode was printed. The counterelectrode 
18 was fabricated by evaporating a polymer solution in 
which acetylene black was dispersed. At that time to be 
sure of contact between the electrolyte and the counter 
electrode, the same polymer and the same solution were 
used for the counterelectrode as the electrolyte. In this 
case, acetylene black was dispersed in propylene car 
bonate which contained methyl acrylate polymer. On 
this counterelectrode, the protection layer 19 was used 
on which epoxy polymer was coated. At this time the 
exposed i.e. non-coated, region 20 remained for electri 
cal contact. 
The display pattern of this display device is indicated 

in FIG. 8. The coloring and the bleaching were per 
formed by the applied voltage -- 1 V. 
The response time was 0.5 sec, the same value as the 

solution. (Reference) 
In Example 14, methyl acrylate was used to gelate 

propylene carbonate. Vinyl acetate which has a similar 
structure was tried, too. 

CH2=CH-O-C-CH3 (Vinyl acetate) 

As in Example 14, divinylbenezene was used as the 
cross-linking agent. But in this case, it is impossible to 
gelate the solution. When the divinylbenzene/vinyl 
acetate ratio was varied, in the region in which this ratio 
was extremely small (<0.02 in weight ratio), polymeri 
zation didn't yield a gelated solution but only a viscous 
solution, and in the region in which this ratio was large 
(>0.1 in weight ratio), only divinylbenzene was poly 
merized; the polymer was separated from the liquid 
phase. In the medium region it became difficult to poly 
merize. Harsher condition e.g. higher temperature, 
more initiator, brought only a viscous solution. As is 
clear from this result, reactivity of the cross-linking 
agent and the monomer must match properly to gelate 
the solution. 
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EXAMPLE 15 

In this example, acetonitrile, which is widely used as 
the solvent in electrochemical systems, was gelated. 
The monomer was vinyl acetate, the cross-linking agent 
was divinyl adipate. 

shc=h (H=CH, 
O-C-(CH2)4-C-O 

O O 
(divinyl adipate) 

0.1M LiClO4 acetnitrile solution was prepared, vinyl 
acetate and divinyl adipate and azobisisobutylonitrile 
were added to it. In this case also the polymerized ap 
pearance was independent of the quantity of the initia 
tor. It was determined by the quantity of cross-linking 
agent and the liquid. The polymerized appearance was 
investigated when the quantity of the liquid and the 
cross-linking agent were varied (the polymerizing con 
dition were 50° C. and 1 hr.) The results are indicated in 
Table 1. Compared with Example 14, it is clear that 
more cross-linking agent was needed than for Example 
14. The reason was inferred that the solubility of vinyl 
acetate to acetonitrile is so high that the degree of cross 
linkage must be large to gelate. 

TABLE 1. 
Cross-linking agent/monomer weight ratio 

0.01 0.02 0.03 

liquid/monomer gelated gelated gelated 
weight ratio 2 not gelated not gelated gelated 

3 not gelated not gelated gelated 

The conductivity was measured on the gels indicated 
Table 1. They were in the range 200-400 (2cm. The 
conductivity of 0.1M LiClO4 acetonitrile solution is c.a. 
150 (2cm. The resistance of gel was slightly higher but 
was not so high. 
Then, in Table 1, the gel having a liquid/monomer 

ratio of three and a cross-linking agent/monomer ratio 
of 0.05 was used in the same display device as Example 
14. The display film was also tungsten oxide. Then a 
solidified display cell was obtained. The response was 
0.5 sec. 

EXAMPLE 16 

In this example, aqueous solution was gelated. Acryl 
amide, whose polymer is soluble to water, was used as 
the monomer, and the cross-linking agent was methyl 
enebisacrylamide. 

O=C-CH=CH2 

In a 1M KCl aqueous solution, acrylamide, methyl 
enebisacrylamide and potassium persulphate as the initi 
ator were dissolved. When this solution was warmed at 
50 C., the polymerization advanced fast. The gelation 
was completed in 30 min. Polymerization conditions of 
this gel were investigated as in Tabel 2. 

TABLE 2 
Cross-linking agent/monomer weight ratio 

0,000 0.0005 0.001 

liquid/monomer 5 gelated gelated gelated 
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TABLE 2-continued 
Cross-linking agent/monomer weight ratio 

0.0001 0.0005 0.001 

'weight ratio 7 not gelated gelated gelated 
10 not gelated not gelated not gelated 

As is clear from these results, the requisite quantity of 
the cross-linking is small compared with foregoing ex 
amples. 

This aqueous gel was used in the same display device 
(as Example 14 (the liquid/monomer ratio was five, the 
cross-linking agent/monomer ratio was 0.0005). In this 
case, the display film was not tungsten oxide, but Prus 
sian blue. 

Prussian blue film was formed by the electrochemical 
reduction in the aqueous solution which contains ferri 
cyanide and ferric chloride. 
The coloring and the bleaching were performed by 

the applied voltage +1 V. The response time was 1 sec. 
This was the same value as the liquid electrolyte. Delay 
when using the solid electrolyte was not observed. 

Further, this acrylamide gel electrolyte was adhesive, 
‘and once stuck to the display film, didn't strip away 
unless forced to strip off. This property was observed of 
course in Example 15. 
As has been explained concretely by the examples, 

according to this invention, not only a gelated electro 
lyte is obtained, but also the response time is by no 
means inferior to the liquid and its adhesive property 
makes it easy to handle. 
What I claim is: 
1. An electrochromic display optical device com 

prising: at least two electrodes at least one of which is 
comprised of electrochromic material, and an electro 
lyte gel in contact with said electrodes and comprising 
an electrolytic solution absorbed and thereby gelated by 
a copolymer formed of a first monomer which when 
polymerized forms polymer soluble in the solvent of 
said electrolytic solution and a second monomer which 
when polymerized forms polymer insoluble in the sol 
vent of said electrolytic solution in a proportion such 
that said copolymer is capable of absorbing an amount 
of said electrolytic solution sufficient to form a gel 
which is effective as an electrolyte. 

2. The electrochromic display optical device as 
claimed in the claim 1, in which the electrochromic 
material is tungsten oxide or molybdenum oxide. 

3. The electrochromic display optical device as 
claimed in claim 1 in which the copolymer is comprised 
of vinyl acetate and ethylene wherein the vinyl acetate 
is present in a molar ratio of 70%–80%. 

4. The electrochromic display optical device as 
claimed in the claim 1, in which the solvent of the elec 
trolyte solution is propylene carbonate, and the first 
monomer is selected from a member of the group con 
sisting of vinyl acetate, methyl methacrylate, methyl 
acrylate, vinylpyridine and vinylpyrrolidone. 

5. The electrochromic display optical device as 
claimed in claim 1, in which said second monomer is 
selected from a member of the group consisting of sty 
rene, vinyl chloride, ethylene, propylene and vinyl car 
bazole. 

6. The electrochromic display optical device as 
claimed in claim 1, in which said copolymer is com 
prised of vinyl acetate and ethylene. 

7. The electrochomic display optical device as 
claimed in claim 1 wherein the electrolytic solution 
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absorbed by the copolymer is the primary current car 
tler. 

8. An electrochromic display optical device com 
prising: at least two electrodes at least one of which is 
comprised of electrochromic material, and an electro 
lytic gel in contact with said electrodes and comprising 
an electrolytic solution absorbed and thereby gelated by 
a cross-linked polymer which when uncross-linked is 
soluble in the solvent of said electrolytic solution, and 
which is cross-linked to an extent which allows the 
polymer to absorb said electrolytic solution in an 
amount sufficient to form a gel effective as an electro 
lyte. 

9. The electrochromic display optical device as 
claimed in the claim 8, in which the polymer is cross 
linked by divinylbenzene. 

10. The electrochromic display optical device as 
claimed in 8, in which the electrolytic solution is an 
aqueous solution and the polymer is polyvinyl alcohol 
cross-linked by a dicarboxylic acid or its anhydride. 

11. The electrochromic display optical device as 
claimed in the claim 10, in which the cross-linking agent 
is pyromellitic dianhydride, maleic acid, adipic acid or 
maleic dianhydride. 

12. The electrochromic display optical device as 
claimed in the claim 11, in which the pyromellitic dian 
hydride/polyvinyl alcohol weight ratio is more than 
0.02. 

13. The electrochromic display optical device as 
claimed in claim 8, in which the electrolyte gel is gel 
ated by the polymerization of monomer in a solvent, 
wherein the resultant polymer is soluble in said solvent 
and said solvent is used for the electrolytic solution, and 
in which the polymer is cross-linked by means of a 
divinyl compound. 

14. The electrochromic display optical device 
which is claimed in claim 13, in which the electrolytic 
solution is an aqueous solution, the monomer is acryl 
amide and the divinyl compound is methylenebisacryl 
amide. 

15. The electrochromic display optical device as 
claimed in claim 13, in which the solvent of the electro 
lytic solution is propylene carbonate, the monomer is 
methyl acrylate, and the divinyl compound is divinyl 
benzene. 

16. The electrochromic display optical device as 
claimed in claim 13, in which the solvent of the electro 
lytic solution is acetonitrile, the monomer is vinyl ace 
tate, and the divinyl compound is divinyl adipate. 

17. The electrochromic display optical device as 
claimed in the claim 8, in which the electrochromic 
material is tungsten oxide or molybdenum oxide. 

18. The electrochromic display optical device as 
claimed in claim 8 in which said polymer is polyacryl 
amide which has been cross-linked by means of methyl 
enebisacrylamide. 

19. The electrochromic display optical device as 
claimed in claim 8 wherein the electrolytic solution 
absorbed by the polymer is the primary current carrier. 

20. An electrolyte gel useful for an electrochromic 
display optical device comprising an electrolytic 

solution absorbed and gelated by a copolymer formed 
of a first monomer which when polymerized forms 
polymer soluble in the solvent of said electrolytic solu 
tion and a second monomer which when polymerized 
forms polymer insoluble in the solvent of said electro 
lytic solution in a proportion such that said copolymer 
is capable of absorbing an amount of said electrolytic 
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solution sufficient to form a gel which is effective as an 
electrolyte. 

21. The electrolyte gel as claimed in claim 20 in 
which the first monomer is selected from a member of 
the group consisting of vinyl acetate, methyl methacry 
late, methyl acrylate, vinylpyridine and vinylpyrrol 
idone and in which said second monomer is selected 
from a member of the group consisting of styrene, vinyl 
chloride, ethylene, propylene and vinyl carbazole. 

22. The electrolyte gel as claimed in claim 20 in 
which said copolymer is comprised of vinyl acetate and 
ethylene. 

23. An electrolyte gel useful for an electrochromic 
display optical device comprising an electrolytic 

solution absorbed and gelated by a cross-linked polymer 
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which when uncross-linked is soluble in the solvent of 
said electrolytic solution and which is cross-linked to an 
extent which allows the polymer to absorb said electro 
lytic solution in an amount sufficient to form a gel effec 
tive as an electrolyte. 

24. The electrolyte gel as claimed in claim 23 in 
which the electrolyte is gelated by the polymerization 
of monomer in a solvent, wherein the resultant polymer 
is soluble in said solvent and said solvent is used for the 
electrolytic solution, and in which the polymer is cross 
linked by means of a divinyl compound. 

25. The electrolyte gel as claimed in claim 24 in 
which the monomer is acrylamide and the divinyl com 
pound is methylenebisacrylamide. 
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