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To all whom it may concern: 
Be it known that I, CHARLEs BROWN, of 

the city of Meadville, in the county of Craw 
ford and State of Pennsylvania, have invented 
a Compound Water-ProofPaint, of which the following is a specification: 
My invention consists in a composition 

formed by mixing pine-pitch, pine-tar, iron ore, 
and gutta-percha in the following proportions: 
One and three-quarter pound pine - pitch, 
one pint pine-tar, one pound iron ore, and one pound gutta-percha. 
The gutta-percha is melted in one vessel, 

the pitch in another; then all the parts are 
put together and thoroughly mixed, and then 
poured into molds suitable for immediate use 

when again heated to be applied hot, making 
a cheap and durable paint for water-tanks of 
either iron or wood, or any other rigid mate 
rial that is to be protected from moisture. 
When flexible substances are to be coated 

I use a less proportion of the pine-pitch in the composition. 
What I claim is 
A Water-proof paint consisting of pine 

pitch, pine-tar, iron ore, and gutta-percha, in 
the proportions substantially as set forth, and 
for the purpose specified. 

OHAS BROWN. 
Witnesses: 

D. S. DOCKSTADER, 
A. P. OG-DEN. 

  

  

  

  

  


