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(57) ABSTRACT 

A process for converting precursor objects into a unitary 
ceramic object produces, for example, a ceramic, optical 
scan mirror that is formed from at least two pieces. An 
optical section has at least one optical Surface and at least 
one attachment Surface, and a Support section has at least 
one attachment Surface and preferably has a mounting area. 
The optical and Support sections are formed as separate 
pieces from a precursor material. Such as graphite, Such that 
a selected Support section can receive any of a plurality of 
optical sections having different sizes, shapes, or orienta 
tions. To form the mirror, the attachment Surfaces are placed 
adjacent each other, and then the sections are converted 
simultaneously to a ceramic material. Such as silicon car 
bide, to form a monolithic scan mirror. 
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SYSTEM, METHOD, AND APPARATUS FOR 
CONVERSION BONDING OF PRECURSOR 

SUBCOMPONENTS INTO A UNITARY MONOLTH 

BACKGROUND OF THE INVENTION 

0001) 
0002 The present invention generally relates to convert 
ing a precursor into a ceramic and, in particular, to a process 
for conversion bonding disparate graphite components into 
a single, unitary silicon carbide monolith ceramic Such as a 
scan mirror formed from more than one piece. 
0003 2. Description of the Related Art 

1. Field of the Invention 

0004 Laser scanners use an oscillating or rotating mirror 
to reflect a beam of laser light onto a target, for example, a 
barcode, and a photocell receives the reflected light. The 
scanners may have one mirror that Sweeps in only the 
horizontal or vertical direction, or the scanner may have two 
mirrors that sweep the beam in both horizontal and vertical 
directions to create a grid of Scan lines. This type of scanner 
is the one most often used in retail checkout lines, the 
advantage being that the chances are good that at least one 
of the scan lines will get a clean read of a barcode. Thus, the 
operator does not have to aim the scanner or carefully 
position the barcode. 
0005 The scan mirrors are typically formed as a one 
piece design by machining or casting a material, silicon 
carbide (SiC) being a commonly used material. In addition, 
mirrors may be machined from a precursor, Such as graphite, 
and then converted to a ceramic, Such as silicon carbide. 
Silicon carbide satisfies the requirements for scan mirrors, 
which include low mass and high strength, allowing the 
mirrors to be rotated at high speeds. The mirrors are con 
structed to have an optical section, which has a reflective 
face, and a Support section, which has a mounting bracket 
for mounting the mirror to the drive apparatus of the Scanner. 
0006 The current methods of forming scan mirrors have 
several problems. One problem of the current methods of 
forming scan mirrors is that the mirrors have a tendency to 
fail at or near the mounting bracket. The optical and Support 
section are formed as one unit, and this may lead to 
engineering compromises for the mounting bracket. Also, 
the method requires a separate mold or machining process 
for each mirror, based on the size, shape, orientation of the 
reflective face and on the drive apparatus to which the mirror 
will be mounted. 

0007 Thus, there is a need for an improved scan mirror 
and method of construction, in which the optical and Support 
sections of the mirrors are formed separately from a pre 
cursor material and assembled prior to conversion to a 
ceramic. There is also a need for a method of constructing 
scan mirrors, in which a Support section adapted to be 
mounted to a given drive apparatus may be assembled to any 
of a plurality of optional optical sections that vary in size, 
shape, or orientation prior to conversion to a ceramic. 

SUMMARY OF THE INVENTION 

0008. As graphite is converted from graphite crystal 
structure to a larger crystal silicon carbide structure, grain 
growth allows bonding of components during conversion as 
the grains grow across the interface of adjoining parts. This 
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phenomenon offers the capability to build up complex 
components with closed cavities at an economical cost and 
high reliability. Such a silicon carbide (SiC) conversion 
bond is as strong or stronger than a single (monolithic) SiC 
converted piece. 
0009 For example, a monolithic optical scan mirror may 
be formed from two or more pieces. An optical section has 
at least one optical Surface and at least one attachment 
Surface, and a Support section has at least one attachment 
Surface and preferably has a mounting area. The optical and 
Support sections are formed as separate pieces from a 
precursor material. Such as graphite, such that a selected 
Support section can receive any of a plurality of optical 
sections having different sizes, shapes, or orientations. To 
form the mirror, the attachment Surfaces are placed adjacent 
each other, and then the sections are converted simulta 
neously to a ceramic material. Such as silicon carbide, to 
form a monolithic scan mirror. 

0010. The foregoing and other objects and advantages of 
the present invention will be apparent to those skilled in the 
art, in view of the following detailed description of the 
present invention, taken in conjunction with the appended 
claims and the accompanying drawings. 

BRIEF DESCRIPTION OF THE DRAWINGS 

0011. The novel features believed to be characteristic of 
the invention are set forth in the appended claims. The 
invention itself however, as well as a preferred mode of use, 
further objects and advantages thereof, will best be under 
stood by reference to the following detailed description of an 
illustrative embodiment when read in conjunction with the 
accompanying drawings. 
0012 FIG. 1 is an exploded, perspective view of a scan 
mirror according to the invention, the mirror being shown 
prior to assembly. 
0013 FIG. 2 is an exploded, perspective view of the scan 
mirror of FIG. 1, the mirror being shown prior to assembly. 
0014 FIG. 3 is a perspective view of the scan mirror of 
FIG. 1, the mirror being shown after assembly. 
0015 FIG. 4 is a perspective view of the scan mirror of 
FIG. 1, the mirror being shown after assembly. 
0016 FIG. 5 is a perspective view of an alternative 
embodiment of the scan mirror of the invention. 

0017 FIG. 6 is a perspective view of an alternative 
embodiment of the scan mirror of the invention. 

0018 FIG. 7 is a micrograph of a seam between two 
precursor materials prior to conversion bonding. 
0019 FIG. 8 is a micrograph of a sectioned portion of the 
two precursor materials of FIG. 7 at the former seam after 
conversion bonding. 

DETAILED DESCRIPTION OF THE 
INVENTION 

0020 When two or more precursor pieces of a first 
material (e.g., graphite) are in contact with each other while 
being converted to another material (e.g., a ceramic Such as 
SiC), the pieces bond to each other and become difficult to 
separate. In this disclosure, this phenomenon is termed 
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“conversion bonding.” The joint Surfaces become a continu 
ous phase of converted SiC that combines the previously 
separate parts. For example, Surfaces of high purity graphite 
bond to each other as they convert to SiC at high tempera 
tures in a high purity environment. 
0021. As shown in FIGS. 7 and 8, micrographs from a 
scanning electron microscope (SEM) provide further quali 
tative information on the nature of the conversion bond. The 
micrographs were taken at magnifications ranging from 
X18-X1000 in order to provide consistent reference points 
for the images. A chamfered groove 71 provides a reference 
for the outside of the part(s) in both face and cross-sectional 
views of the two precursor objects 73, 75 (FIG. 7) and the 
single combined object 77 (FIG. 8). 
0022. When the object 77 is formed, the seam between 
the previously separate objects 73, 75 is crossed by grain 
growth structure. There appears to be no observable struc 
tural or morphological differences between the mated pieces 
and the seam. High magnification images show grain struc 
ture formation across the area of the seam. The mating 
pieces are one unitary piece after conversion bonding. The 
shear strengths for SiC conversion bonded samples having 
interference fits ranging between 0.001" to 0.005" within a 
1.000" diameter area were equal to or greater in strength 
than identical components that were originally formed as a 
single unit. 
0023 FIGS. 1 through 6 illustrate one embodiment of the 
present invention, in which an optical mirror is formed by 
simultaneous conversion of two adjacent sections into a 
monolithic ceramic structure. The mirrors are typically used 
as galvanometer mirrors or other types of high-speed scan 
mirrors. 

0024. The invention provides a means to separate the 
non-optical section, which includes the mounting area, from 
the optical section, on which is formed the reflective surface. 
This allows a selected non-optical section to be mated to any 
of a plurality of optical sections that vary in size, shape, and 
orientation. For example, a common non-optical section 
would interface a specific scanner drive and accommodate 
multiple optical component configurations and variations. 
The invention allows a separate focus on engineering, 
design, and manufacturing issues for each of the compo 
nentS. 

0025 FIGS. 1 and 2 are exploded, perspective views of 
mirror 11, which comprises an optical section 13 and a 
non-optical support section 15. Sections 13, 15 are formed 
from a precursor, Such as graphite, which can be converted 
to SiC. Alternatively, sections 13, 15 may be formed of a 
similar precursor, allowing conversion of sections 13, 15 
into a different ceramic material. 

0026 Section 13 is formed as a planar component having 
a smooth optical Surface 17 and an opposing attachment 
surface 19. Though not shown, after conversion to a 
ceramic, optical surface 17 is coated with fine-grain SiC and 
polished to form a reflective surface for reflecting laser light 
directed toward mirror 11. Attachment surface 19 is formed 
to have rails 21, 23, which are parallel and spaced apart from 
each other. Rails 21, 23 are parallel to and typically located 
equidistant from a centerline (not shown) that bisects section 
13. 

0027 Section 15 may be formed in various shapes, but is 
shown as having a semi-tubular construction, with an attach 
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ment portion 25 and a mounting portion 27. Attachment 
portion 25 has a semi-circular lateral cross-section and 
terminates in two attachment surfaces 29, 31, which are 
positioned adjacent attachment surface 19 of section 13 
when mirror 11 is assembled. A relief33 is formed on each 
side of attachment portion 25 for receiving one of rails 21, 
23. Mounting portion 27 comprises a semi-cylindrical 
mounting bracket 35 having two slots 37 that align with 
corresponding features on the Scanner drive (not shown) 
when mirror 11 is installed. Bracket 35 also has a curved 
inner Surface shaped and sized for receiving a portion of a 
shaft (not shown) of the scanner drive system. 
0028. When assembled, the axis of rotation of the shaft of 
the drive system preferably bisects and is tangent to optical 
surface 17, providing optical surface 17 with an axis of 
rotation located on Surface 17. This placement maintains a 
consistent location for mirror 11 and eliminates any addi 
tional radial forces on mirror 11 as mirror 11 is rotated. 

0029 FIGS. 3 and 4 show mirror 11 after assembly of 
sections 13, 15 and before conversion to a ceramic. Attach 
ment surfaces 29, 31 of section 15 are located adjacent 
attachment surface 19 of section 13, with attachment portion 
25 extending across the full length of section 13. Each rail 
21, 23 on attachment surface 19 is located within a relief33 
on section 15, aligning section 13 to the desired orientation 
relative to section 15. Bracket 35 is located near an outer 
edge of section 13 for placing section 13 in close proximity 
to the shaft of the drive system. Mirror 13 is now ready for 
conversion to a ceramic. 

0030. When forming mirror 11 from SiC. sections 13, 15 
are machined from graphite, assembled, and then converted 
to SiC. Silicon carbide has the qualities necessary for 
high-performance optical components, since SiC has an 
extremely high specific stiffness, high thermal conductivity 
and high dimensional stability. The resulting mirror 11 has 
reduced thermal mass while retaining high strength. 
0031 Complex shapes are easily machined into the 
graphite before it is converted into SiC., and the conversion 
method eliminates the need for expensive tooling and long 
lead times associated with pressing, casting, shaping and 
final finishing of SiC items. Conversion occurs when silicon 
atoms are substituted for approximately half of the carbon 
atoms in the graphite. During conversion, grain growth of 
the SiC crystal structure across the interface of attachment 
surfaces 19, 29, 31 bonds sections 13, 15, forming a one 
piece structure. 
0032 Referring to FIGS. 1 through 4, to form mirror 11 
for a particular end-user application, the requirements for the 
application are identified first, including the shape, size, and 
orientation of the required optical surface 17 and the type of 
drive system of the application. An optical section 13 that 
corresponds to the requirements is acquired, preferably by 
selection from an inventory of different sections 13, though 
section 13 may require machining to the desired character 
istics. Then, a Support section 15 is acquired, preferably 
from an inventory of sections 15 adapted for use on specific 
drive systems. Sections 13, 15 are assembled with attach 
ment surface 29, 31 of section 15 adjacent attachment 
surface 19 of section 13. Sections 13, 15 are then converted 
to a ceramic material, sections 13, 15 joining to form mirror 
11 as a one-piece structure. Additional machining may be 
required to give mirror 11 the desired final measurements, 
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and then optical surface 17 is polished to a mirror finish. 
Mirror 11 can then be installed on the drive system for 
operation. 

0033 FIGS. 5 and 6 show additional embodiments of the 
invention, wherein optical section of a different shape or 
orientation are assembled with a Support section having a 
mounting bracket like bracket 35. 
0034 Scan mirror 41 in FIG. 5 has optical section 43 
having an oval shape, wherein the major axis is parallel to 
the axis of rotation of the drive shaft (not shown). A support 
section 45 is located adjacent an attachment surface 47 of 
section 43, with mounting bracket 49 located near an outer 
edge of section 43. Optical surface 51 is positioned relative 
to the axis of rotation as described above for mirror 11, such 
that the axis of the drive shaft (not shown) bisects optical 
surface 51 and is tangent to surface 51. 
0035) In FIG. 6, scan mirror 53 also has an oval-shaped 
optical section 55, though in this embodiment the minor axis 
is oriented to be parallel to the axis of rotation. Support 
section 57 has mounting bracket 59, also like bracket 35, for 
mounting mirror 53 to the shaft (not shown) of the drive 
system. Optical Surface 61 is located tangent to and bisected 
by the axis of rotation. 
0036). In one embodiment, the present invention 
addresses the requirements of Sub-micro-radian pointing at 
greater than 5 kHz bandwidth. One application includes a 
12-inch diameter, closed back SiC mirror that is useful for 
airborne laser and free space optical communication. Mirror 
structure and weight are significant factors for accommo 
dating actuation interface and minimum power require 
mentS. 

0037. Several advantages are realized with the present 
invention. The scan mirrors are assembled from inter 
changeable optical and Support sections formed from a 
precursor material, then the precursor is converted into a 
ceramic material. By having separate sections that are 
assembled prior to conversion, engineers can focus on the 
specific requirements of each section, improving the perfor 
mance of both sections. The interchangeability allows for a 
method of forming mirrors, in which one or both of the 
sections are selected from an existing inventory of sections 
based on the end-user application. Alternatively, one or both 
components can be easily machined from a precursor on an 
as-needed basis, assembled with a corresponding section, 
and then converted into a ceramic material. 

0038 While the invention has been shown or described in 
only some of its forms, it should be apparent to those skilled 
in the art that it is not so limited, but is susceptible to various 
changes without departing from the scope of the invention. 
What is claimed is: 

1. An optical scan mirror formed of a ceramic material, 
the scan mirror comprising: 

an optical section having at least one optical Surface and 
at least one attachment Surface; 

a Support section having at least one attachment Surface; 
the optical section and the Support section being formed 

as separate pieces from a precursor material; and 
the optical section and the Support section are converted 

to a ceramic material, the attachment Surface of the 
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optical section being placed adjacent the attachment 
Surface of the Support section prior to conversion, the 
conversion joining the sections to form a monolithic 
Scan mirror. 

2. The scan mirror of claim 1, wherein: 
the precursor material is graphite; and 
the ceramic material is silicon carbide. 
3. The scan mirror of claim 1, wherein: 
the Support section is adapted to receive the optical 

section in multiple orientations; and 
a size of the optical section is selected from a plurality of 

optional sizes. 
4. The scan mirror of claim 1, wherein: 

the Support section has a central axis that is parallel to a 
plane of the optical Surface; and 

the Support section is adapted to be mounted for rotation 
of the scan mirror about the central axis. 

5. The scan mirror of claim 1, further comprising: 
alignment means for aligning the optical section to the 

Support section in a selected orientation. 
6. The scan mirror of claim 5, wherein: 
the alignment means comprises parallel rails formed on 

the attachment Surface of the optical section. 
7. A method of forming an optical scan mirror for an 

end-user application, the method comprising: 
(a) providing a plurality of optical sections formed from 

a precursor material and having selected shapes and 
sizes, each optical section having at least one optical 
Surface and at least one attachment surface; 

(b) providing a plurality of Support sections formed from 
a precursor material and having selected shapes and 
sizes, each Support section having at least one attach 
ment Surface; 

(c) selecting one of the optical sections and one of the 
Support sections according to an end-user application; 

(d) assembling the selected optical section with the 
Selected Support section in a selected orientation, the 
attachment Surface of the optical section being adjacent 
the attachment Surface of the Support section; and then 

(e) converting the precursor materials of both the optical 
section and the Support section of the assembly into a 
ceramic material, the optical section and the Support 
section being bonded into a unitary scan mirror, which 
is formed as a monolithic structure. 

8. The method of claim 7, wherein: 

the precursor materials are graphite; and 
the ceramic material is silicon carbide. 
9. The method of claim 7, further comprising: 
(f) polishing the optical Surface to a mirror finish. 
10. A method of forming a monolithic structure of a 

ceramic material, the method comprising: 
(a) forming a first component from graphite, the first 
component having at least one Surface and at least one 
attachment Surface; 
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(b) forming a second component from graphite, the sec 
ond component having at least one attachment Surface; 

(c) assembling the first component with the second com 
ponent in a selected orientation, the attachment Surface 
of the first component being adjacent the attachment 
Surface of the second component; 

(d) converting the graphite in both the first component and 
the second component into silicon carbide, the first 
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component and the second component being bonded 
into a unitary object, which is formed as a monolithic 
Structure. 

11. The method of claim 10, further comprising: 
(e) polishing the optical Surface to a mirror finish. 


