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SEMISOFT COLLAR AND FABRIC FOR MAKING THE SAME 

Application filed August 4, 1926. Serial No. 127,124. 
This invention relates to a semi-soft collar 

in which the desired curvilinear shape of the 
article is accomplished mainly or entirely by 
providing distinctive weaves for different 
portions of the fabric, all woven in one piece 
but having quite different shrinkage values. 
This application is a companion applica 

tion to acise recently filed by me, Serial No. 

10 

ii) 

125,545, filed July 28, 1926, in which the 
broad invention is fully set forth and 
claimed, and in which specific claims are 
made to one form of the invention in which 
the filling threads run lengthwise of the col 
lar. - 

It is the object of my present invention to 
provide a semi-soft collar of the general type 
above described but in which the warp 
threads run lengthwise of the collar, and in 
which the distinctive weaves form strips run 

20 ning lengthwise or warpwise of the fabric. In this form of my invention the filling is 
commonly straight and uniform throughout 
the length of the fabric but the manner of 
interlacing the warp and filling threads is 
varied in different parts of the width of the 
fabric, and the warp threads are so manipu 
lated by the harnesses that strips of fabric 
are woven side by side which have very dif 
ferent shrinkage values. 
My invention further relates to arrange 

ments and combinations of parts which will 
be hereinafter described and more particu 
larly pointed out in the appended claims. 
A preferred form of my invention is shown 

in the drawings, in which 
Fig. 1 is a plan view of a portion of my 

improved fabric; . . . - 
Figs. 2, 3 and 4 are detail sectional views, 

taken longitudinally of the fabric at differ 
ent portions of its width, as indicated by the 
lines 2-2; 3 -3 and 4-4 in Fig. 1:. 

Fig. 5 is a plan view of a portion of the 
fabric after shrinkage; . . . 

Fig. 6 indicates the curvilinear form of a 
5 collar cut from the fabric; and 

Fig. 7 is a transverse sectional view of a 
collar formed from the fabric. . 

Referring to the drawings, I have indi 
cated a fabric woven in longitudinally ex 
tending strips providing a face or flap por 

tion 10, a fold portion 11, and a band portion 
12. As the fabric is woven, these several 
portions of the fabric lie side by side flat and 
straight as indicated in Fig. 1. The different 
portions are so woven, however, that they 
respond very differently to the shrinkage 
arising during the finishing operations, and 
after the finishing is more or less completed 
the fabric assumes the general curvilinear 
shape indicated in Fig. 5. 

This variation in shrinkage values may be 
accomplished by a number of different com 
binations of weaves, and in Figs. 2, 3 and 4, 
I have illustrated one such combination. 
The face or flap portion 10 of the fabric is 

preferably formed with a balanced weave in 
which the interlacings of the warp and fill 
ing appear equally on both faces of the fab 
ric. In Fig.2 I have shown a “three and 
one' weave for the face portion, in which 
each warp thread W floats on the upper or 
lower surface for three picks and is then 
bound under or over a single pick of filling F. 
A substantially equal number of warp 
threads are caused to float on each surface, 
so that a firm fabric is produced which will 
lie flat after shrinkage. - - 

For the fold portion I provide a firm but 
very much unbalanced weave, so that a nat 
ural hinge action will be produced. As shown 
in the drawings, I have provided a “one-up 
and three-down” weave, in which each warp 
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thread W passes over a single filling thread 
F and then remains on the lowerface of 
the fabric while the next three picks of fill 
ing are inserted. It will be seen that all 
of the warp threads thus float on the lower 
face of the fabric, while the filling threads 
are crowded together at the upper face of the 
fabric. This fabric upon shrinkage tends to 
buckle or fold as a hinge, forming a sharp 
curve as indicated in Fig. 7. 
The band portion 12 of the fabric is woven 

with a loose or relatively open unbalanced 
weave as indicated in Fig. 4, where I have 
shown a “five-up and three-down' weave. In 
his figure it will be seen that each warp 
thread W passes through the fabric in the 
same direction only once in eight picks, and 
that it floats on the upper surface of the 
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fabric for five picks and is then bound un 
der for three picks. This loose or relatively 
open weave provides a soft finish for the 
band and also forms a material which will 
shrink very decidedly during the processes 
of finishing. Furthermore, the shrinkage is 
more pronon need on the upper face of the 
fabric where the longer floats occur, causing 
the fabric to assume the concave appearance 
shown in Fig. 7. This concave shape adds 
greatly to the appearance of the finished col 
lar and causes the band to lie closely and 
smoothly against the inside of the face por 
tion or flap. 
While the weaves shown in Figs. 2, 3 and 4 are particularly well adapted for the pur 

pose of my invention, the weaves may obvi 
ously be changed within rather wide limits. 
The weave at the fold portion for instance, 
may be changed from a “one-up and three 
dewa” to a 'one-up and two-down” weave, 
which will produce an even sharper hinge or 
fold action. The weave of the band portion 
may be changed to a “six-up and two-down' 
or a “seven-up and one-down' weave instead 
of the “five-up and three-down' weave shown 
in Fig. 4, and if such changes are made the 
relative shrinkage may be made even more 
profounced and a more marked concave effect 
in the band may be produced. 

It is also within the scope of my inven 
tion to use warp threads having distinctive 
characteristics in the different portions of the 
fabric, for instance, the warp used in the face 
portion 10 and the fold portion 11 may be a 
relatively soft or slack twisted warp, while 
the warp used in the band portion 12 may 
be a hard or tight twisted warp which will 
have a substantially greater shrinkage than 

40 the softer warp. By thus using different types 
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using 
- and filling, a single ply collar may be woven 

of warp in different portions of the fabric, 
the relative shrinkage may be made more 
pronounced. 

I commonly use a uniform reed spacing of 
warp threads across the entire width of the 
fabric, but under special conditions I may 
find it advisable to vary the spacing. 

In the production of collars from my im 
proved fabric, the collar may be cut from 
the straight fabric as indicated in dotted lines 
in Fig.1, but preferably the fabric is first 
run through the shrinking and finishing proc 

assuming a curved form as shown in 
Fig. 5 before the collar is cut therefrom. 
After the collar is cut from the fabric, how 
ever, an additional shrinkage takes place as 
soon as the portions of the collar are freed 
from the adjacent fabric. 
By suitably selecting the weaves and by 

the proper weights and kinds of warp 
straight and flat in a single piece which, upon 
shrinking and finishing, will assume the ex 
act curvilinear shape and fold necessary to 
produce a satisfactory collar. 

1,842,628 

In the following claims I use the term 
"active warps' to designate such warps as 
are actively used in weaving the exposed face 
of the fabric, as distinguished from stuffer, 
binder, or re-inforcing warps. 
Having thus described my invention and 

the advantages thereof, I do not wish to be 
limited to the details herein disclosed other 
wise than as set forth in the claims. What 
I claim is:- 

1. A single ply semi-soft collar having the 
warp threads extending lengthwise of the 
collar and having the band and face portions 
of the collar woven in one piece and com 
prising filling threads and active warp 
threads only, said parts being woven with 
straight warp and straight filling threads 
but in distinctive weaves effective to cause 
a collar cut therefrom to take a curvilinear 
form upon shrinkage and finishing. 

2. A single ply semi-soft collar having the 
warp threads extending lengthwise of the 
collar and having the band and face portions 
of the collar woven in one piece and com 
prising filling threads and active warp 
threads only, and having the warp and fill 
ing threads differently interlaced in said two 
portions, so that the band will shrink more 
readily and to a greater extent than the face 
portion. 

3. A single ply semi-soft collar having the 
warp threads extending lengthwise of the 
collar and having the band and face portions 
of the collar woven in one piece and com 
prising filling threads and active warp 
threads only, said parts being woven with 
a greater number of interlacings of the warp 
and filling threads per unit of surface area 
in the face portion and with a less number 
in the band portion, whereby said band por 
tion will have greater shrinkage during the 
finishing of the fabric. 

4. A single ply semi-soft collar having the 
warp threads extending lengthwise of the 
collar and having the band and face portions 
of the collar woven in one piece and com 
prising filling threads and active warp 
threads only, said parts being woven with 
relatively slack twisted warp in the face por 
tion and with relatively tight twisted warp 
in the band portion and having said warps 
differently interlaced in the band and face 
portions, producing greater shrinkage in the 
band portion on finishing. 

5. A single ply fabric for semi-soft col 
lars so woven that the warp threads will ex 
tend lengthwise of the collar, said fabric 
being woven in successive strips extending 
lengthwise of the fabric and designed for 
band, fold, and face portions respectively, 
said portions each comprising filling threads 
and active warp threads only and each hav 
ing a distinctive weave producing a different 
shrinkage ratio. 

6. A single ply fabric for semi-soft collars 

70 

5 

80 

85 

95 

OO 

O 

5 

20 

25 

30 

  



1,842,623 

so woven that the warp threads will extend 
lengthwise of the collar, said fabric being 
woven in successive strips extending length 
wise of the fabric and designed for band, 
fold, and face portions having distinctive 
weaves which produce different shrinkage re 
sults, said portions each comprising filling 
threads and active warp threads only and 
said fold portion being of the full strength 

10 of the other portions but having its elements 
so interiaced as to produce a natural hinge 
effect on folding for use. 

7. A single ply semi-soft collar having the 
warp threads extending lengthwise of the 
collar and having band, fold and face por 
tions woven with distinctive weaves having 
different shrinkage characteristics, said por 
tions each comprising filling threads and ac 
tive warp threads only and said fold por 
tion being as firmly woven as said face and 
band portions but with an excessively unbal 
anced weave with the filling crowded togeth 
er at the outer surface of the fabric, produc 
ing a marked hinge effect upon folding after 
shrinkage. 
In testimony whereof I have hereunto af 

fixed my signature. 
JOHN W. MOORE, 
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