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UNITED STATES 

W 

2,077,726 

PATENT OFFICE 
2,077,726. 

APPARA US FOR TEE MANUFACTURE OF 
COATED PAPER, , , , 

Diong D. Uong, Fitchburg, Mass, assignor to 
Fitchburg Paper Company, Fitchburg, Mass, a 
corporation of Massachusetts 

Original application April 1, 1933, Serial No. 
663,966. Divided and this application August 
17, 1935, Serial No. 36,623 

w 4 Claims. 
s application is a division of my prior ap 

plication Serial No. 663,966, filed by me April 
1, 1933. 
This invention relates to the manufacture of 

paper presenting a coated surface at One or 
both sides thereof. Such coated papers are com 
monly produced by the application of a suitable 
coating material to previously formed paper, and 
in the usual commercial practice a liquid coating 
material has been applied to the paper after 
the paper has been dried and removed from the 
paper making machine. Such application of liq 
uid coating material to substantially dry paper 
involves a separate and additional coating opera 
tion as well as a Second drying Operation, all at 
substantial additional expense. 

It is the general object of my invention to pro 
vide apparatus for producing a coated paper by 
the application of a coating material in pow 
dered form to a web of paper while it is still 
in the paper making machine and before the 
drying thereof is completed. 

Preferably I apply the powder to the web at a 
point where the web still contains a substantial 
amount of Water, a condition found at the suc 
tion boxes and to a less extent at the press rolls. 
It may at times, however, be desirable to apply 
the powdered coating material even later in the 
paper making process, as for instance at a point 
between sections of drying cylinders. 
In any event, the powdered coating material is 

to be applied uniformly to the paper web while 
it still contains sufficient moisture to coact with 
the powdered material and produce an effective 
coating on the paper. 
A further object of my invention is to provide 

improved powder feeding mechanism for thus 
uniformly applying a powdered coating material 
to a paper Web in a paper making machine. 
My invention further relates to arrangements 

and combinations of parts which will be here 
inafter described and more particularly pointed 
out in the appended claims. 
A preferred form of the invention is shown 

in the drawings, in which 
Fig. 1 is a diagrammatic side elevation of por 

tions of a paper making machine having my in 
vention applied thereto; 

Fig. 2 is a sectional side elevetion of a preferred 
form of mechanism for applying the powdered 
coating material to the moist web; 

Fig. 3 is a sectional elevation of the coating 
applying mechanism, taken along the line 3-3 in 
Fig. 2; 

(CL 91-43) s 
Fig. 4 is a detail side elevation of a portion 

of one of the feeding plates; 
Fig. 5 is an end view, looking in the direction of 

the arrow 5 in Fig. 4, and - 
Fig. 6 is a detail view, looking in the direction 

of the arrow 6 in Fig. 5. 
Referring to Fig. 1, I have shown portions of a 

paper making machine of a usual type and having 
a Fourdrinier section A, a press roll section B 
and a drying section C. The Fourdrinier Section 
A comprises a fine mesh wire screen apron or . 
conveyor 0 on which the paper material or pulp 
is deposited and through which a portion of the 
Water escapes or is sucked away. n 
The apron fo and partially formed paper Web 
W passes over a series of suction boxes i, under 
a dandy roll 2, and around a larger or couch 
roll 3. The partially formed paper web W then 
passes between successive pairs of press rolls 4, 
5 and 6 in the press roll section B, after which 
the web passes around a series of drying rolls 
or cylinders 20 in the drying section C, the cyl 
inders 20 being of relatively large size and steam 
heated to remove a substantial portion of the 
moisture still remaining in the web W. , 
The paper-making machine thus briefly de 

scribed is of a usual commercial type and in itself 
constitutes no part of my present invention, which 
relates particularly to the mechanism M for ap 
plying coating naterial in powdered form to the 
paper web W as it passes through the paper 
making machine. . - 
The location of the mechanism M in the paper 

making machine is subject to somewhat wide vari 
ation but as at present practiced, I preferably 
mount the mechanism M so that the powdered 
material is applied to the paper web W as it 
passes over the first pair of suction boxes ff, at 
which point the paper web may comprise eighty 
percent or more of water. 
While the position above the suction boxes is 

at present favored, the mechanism M may, if 
desired, be so mounted as to deliver the pow 
dered coating material to the paper web W as it 
passes through the press roll section B of the 
machine. Such a location is indicated in dotted 
lines in Fig. 1, the coating mechanism M being 
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positioned to apply the coating material to the 
web W as it passes from the first pair of press 
rolls 4 to the second pair of press rolls 5, at 
which point the web W contains substantially less 
moisture than at the suction boxes. 

I may also position the coating mechanism 
entirely beyond the press roll section, as indi 
cated in dotted lines at MinFig. 1, at which point 55 
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the moisture content of the paper web may be 
as low as twenty percent. w 
The location of the coating mechanism will be 

selected with reference to the paper stock, the 
coating material, the type of surface to be pro 
duced, and other operating conditions. 
In Figs. 2 to 6 I have shown the details of the 

form of coating mechanism M which I have de 
vised for applying powdered coating material to 
the paper web W. As shown in the drawings, 
the coating mechanism M comprises a casing 22 
mounted on Suitable supporting frame members 
23 adapted to be easily secured to the main frame 

the paper-making machine at a desired loca 
O 

A pair of distributing rolls 24 and 25 are sup 
ported in bearings 26 on the frame members 23 
and are rotated by the driving belt 27 in the 
direction of the arrows a in Fig. 2. A hopper 30, 
is mounted above the casing 22 and is provided 
with feed plates 32, adjustably secured to blocks 
3 and 35 which in turn are mounted on pairs 
of slide bars 36 which function as fixed guides 
for the blocks 34 and 35. 
The blocks 34 at each side of the hopper are 

connected by links 40 and 4 to eccentric pins 
42 rotated with a pulley 43 by a belt 44. As 
the pulley 43 is rotated, it will be obvious that 
the feed plates 32 are given slight reciprocating 
movements in reversed directions, thus tending to 
evenly distribute the powdered material length 
Wise of the plates and to feed the material down 
Ward through the relatively narrow opening be 
tween the lower edges of the feed plates 32. The 
Width of this opening may be adjusted by adjust 
ing the plates 32 in the blocks 34 and 35, for 
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which purpose adjusting screws 45 are provided, 
The feed plates 32 converge downward as shown 

in Fig. 2, and the lower edges of the plates are 
preferably beveled as indicated at 46 in Fig. 5. 
The lower portions of the plates 32 are also pref 
erably grooved as indicated at 47 in Figs, 4 and 
6, and the beveled edges 46 are preferably pro 
Vided with finer grooves as indicated at 48 in Figs. 
4 and 6. As the plates 32 are relatively recipro 
cated, the grooved lower portions of the plates 
tend to pulverize the powdered Coating mate 

al, should any lumps or hard portions occur 
therein. 

By the use of these reciprocating grooved feed 
plates a fine uniform stream of powdered mate 
rial is delivered to the roll 24 within the casing 
22, and a considerable portion of this material 
is passed along by the roll 24 to the roll 25, as 
indicated at Fig, 2. 
After leaving the roll 25, the powdered mate 

rial circulates in different directions within the 
Casing 22 and is finally deposited in a substan 
tially uniform manner on the moist surface of the 
paper web W. The rolls 24 and 25 are prefer 
ably provided with knurled surfaces as indicated 
in Fig. 3 for more effectively advancing and dis 
tributing the powdered material. 

It will be evident from the foregoing descrip 
tion that the mechanism M for applying the pow 
dered material to the paper web is a self-con 
tained unit which may be readily mounted in 
any convenient position in a paper-making ma 
chine, as indicated at M, M', M and M in Fig. 

2,077,728 
1, the particular position selected depending on 
the nature of the product and desired coating 
and on the operating conditions. 

It is deemed essential that the paper web should 
have sufficient substance so that the powdered 
materials will remain largely on the surface of 
the web, and furthermore that the web shall 
contain sufficient moisture to coact with the pow 
dered material in producing an effective coating. 
Under ordinary conditions the moisture content 
will run from twenty to ninety percent in the 
web at the point of powder application. 
The powdered material itself may be varied 

to suit operating conditions and the particular 
type of coating desired, but will commonly con 
sist largely of an adhesive material mixed with 
some form of pigment of different colors. 

Having thus described my invention and the 
advantages thereof, I do not wish to be limited 
to the details herein disclosed, otherwise than : 
as set forth in the claims, but what I claim 
is:- 

1. A powder-applying mechanism for a paper 
making machine comprising a casing, a hopper 
mounted thereon, feeding devices for said hop 
per, and a pair of distributing rolls mounted in 
said casing and substantially spaced from the 
side walls thereof, said rolls having roughened 
and substantially continuous peripheral surfaces 
and being positively rotated in the same direc 
tion, one of said rolls being positioned directly 
in the path of the falling powder and being 
effective to agitate and divert Said powder and 
the other roll being, mounted at Cne side of Said 
first roll and being horizontally displaced there- ; 
from in the direction in which the falling pow 
der is diverted by engagement with Said first 
roll and receiving portions of Said diverted fall 
ing powder directly from said first roll. 

2. A powder-applying mechanism for a paper 
making machine comprising a casing, a hopper 
mounted thereon, and feeding devices for Said 
powder comprising a pair of adjacent plates 
mounted at opposite sides of Said hopper and 
means to reciprocate said plates longitudinally, 
said plates having a plurality of Substantially 
vertical grooves formed in their inner Surfaces 
and lower end Surfaces. 

3. A powder-applying mechanism for a paper 
making machine comprising a casing, a hopper 
mounted thereon, and feeding devices for said 
powder comprising a pair of adjacent and Sub 
stantially vertically grooved plates mounted at 
opposite sides of said hopper and means to re 
ciprocate said plates longitudinally and to cause 
said plates to move simultaneously in opposite 
directions. 

4. A powder-applying mechanism for a paper 
making machine Comprising a casing, a hopper 
mounted thereon, and feeding devices for Said 
powder comprising a pair of adjacent and sub 
stantially vertically grooved plates mounted at 
opposite sides of said hopper, means to recipro 
cate said plates longitudinally, said plates being 
inclined relatively to each other, and means to 
adjust said plates in the planes thereof to vary 
the powder delivery opening between said plates. 
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