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(57) ABSTRACT 

A high power LED lamp has a GaN chip placed over an 
AlGalnP chip. A reflector is placed between the two chips. 
Each of the chips has trenches diverting light for output. The 
chip pair can be arranged to produce white light having a 
spectral distribution in the red to blue region that is close to 
that of daylight. Also, the chip pair can be used to provide an 
RGB lamp or a red-amber-green traffic lamp. The active 
regions of both chips can be less than 50 microns away from 
a heat sink. 
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LED LAMPS 

CROSS-REFERENCE TO RELATED 
APPLICATIONS 

This application is a continuation of U.S. patent applica 
tion Ser. No. 13/064,899 filed on Apr. 25, 2011 which is a 
continuation of U.S. patent application Ser. No. 1 1/475,021 
filed on Jun. 27, 2006, now U.S. Pat. No. 7,947,998, which 
was a continuation of application Ser. No. 10/678,174, filed 
Oct. 6, 2003, now abandoned, which was a continuation of 
application Ser. No. 09/820,912, filed Mar. 30, 2001, now 
U.S. Pat. No. 6,633,120, which was a continuation-in-part of 
application Ser. No. 09/549,575 filed Apr. 14, 2000, now 
abandoned, which was a continuation-in-part of application 
Ser. No. 09/196,358, filed Nov. 19, 1998, now U.S. Pat. No. 
6,346,771, which claims foreign priority to application Serial 
No.9724507.0 filed in the United Kingdom on Nov. 19, 1997, 
which claims foreign priority to application Serial No. 
982.0311.0 filed in the United Kingdom on Sep. 17, 1998, 
which claims foreign priority to application Serial No. 
9908.565.6 filed in the United Kingdom on Apr. 15, 1999, 
which claims foreign priority to application Serial No. 
9925573.9 filed in the United Kingdom on Oct. 28, 1999, 
which claims foreign priority to application Serial No. 
0003534.5 filed in the United Kingdom on Feb. 15, 2000, the 
entireties of which are incorporated herein by references. 

FIELD AND BACKGROUND OF THE 
INVENTION 

The present invention is related to colored and white LED 
lamps. A purpose of the present invention is to provide a 
single-chip LED lamp that is up to 250 times more powerful 
than a conventional single-chip LED lamp. Another purpose 
of the invention is to provide a two-chip white LED lamp that 
is up to 250 times more powerful than a conventional single 
chip white LED lamp. 

Existing single-chip LED lamps are generally of low input 
power, typically 40-150 milliwatts. 

Designers of lamps for outdoor use have had the choice 
mainly of incandescent tungsten light sources, gas discharge 
light sources, and LED light sources. Designers of LED 
based lamps requiring high power have had to resort to using 
clusters of single chip LED lamps, each of about 0.1 watt 
rating, wired in series or in parallel and housed together as a 
single lamp unit to achieve enhanced power. Providing a lamp 
unit by clustering single-chip LED lamps is very costly, since 
it involves making several single-chip lamps, housing them in 
a unit, wiring them up, and testing the final unit. U.S. Pat. Nos. 
5,382,811 and 5,632,551 provide examples of cluster lamps. 

Applications for high power LED colored lamps include 
outdoor displays, which usually have to operate in direct 
Sunlight and so requirepowerful lamps, and vehicle lights and 
traffic lights. At present long-life LED traffic lights for use at 
street intersections need more than a hundred conventional 
single-chip LED lamps for each lamp unit. The need to use 
many LED lamps to provide a single LED traffic light is a 
disadvantage, particularly since only one tungsten light 
Source is needed for a conventional traffic light. 

Current blue-green LED traffic lights rely on gallium 
nitride (GaN) LED technology; whereas amber and red traffic 
lights rely on aluminum gallium indium phosphide (Al 
GalnP) technology. It is an object of this invention to provide 
high power single chip LED lamps in both of these technolo 
g1eS. 
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2 
Applications for high power LED white lamps include 

vehicle headlights and reverse lights, vehicle internal lights, 
torches and other battery powered lighting devices. White 
single chip LED lamps are available, but they are typically of 
only about 0.1 watt, unless they are cluster lamps. Further 
more, they rely on a GaN chip that generates ultraviolet or 
blue light. All or most of this generated light energy has to be 
converted, using fluorescent material, into longer wavelength 
components to produce the white light. The light conversion 
results in loss of light energy. FIG. 31 illustrates the typical 
spectral distribution of the white light produced. This is quite 
different from the spectral distribution of daylight, which is 
represented by dotted line 437. 

Prior art single-chip LED lamps having clear convergent 
lenses, used widely in outdoor displays, Suffer not only from 
the fact that they are of low power but also from the fact that 
they project light that is not uniform. The non-uniformity is 
partly due to the bonding pad or pads on the chip top face, 
which are projected by the lamp as dark areas. The typical 
width of the bonding pad is about 30-40% of the width of the 
chip and this is large enough to interfere with achieving good 
uniformity of projected light even if the LED lens is defo 
cussed relative to top face of the chip. For good quality image 
displays it is desirable to match the apparent brightnesses of 
the viewed lamps to within 5%. To achieve this it is important 
to reduce the non-uniformity caused by the bonding pads. 

SUMMARY OF THE INVENTION 

An object of the present invention is to provide a single 
chip LED lamp that avoids or reduces the need for clustering. 
A further object of the present invention is to provide a 

single chip LED lamp arranged so that light emitting portions 
of the chip are adjusted to be equalised in intensity. 
A further object of the present invention is to provide a 

single chip LED lamp in which the sizes of the bonding pads 
relative to the size of the chip are reduced, so as to improve 
uniformity of light projected by a lensed lamp. 
A further object of the present invention is to provide a 

single chip LED lamp, with input power in the region of 5-25 
watts, that has low rise of the junction temperature when 
energised, thus prolonging the life of the lamp and reducing pr 
eliminating the need for forced ventilation of the lamp. 
A further object of the present invention is to provide a 

single chip LED lamp arranged so that light emitting portions 
of the chip that are faulty, by drawing more than their fair 
share of current, are starved of electrical power. 
A further object of the present invention is to provide a 

single chip AlGanP lamp of high power, avoiding the need 
for clustering lamps for an amber or red street traffic light. 
A further object of the present invention is to provide an 

AlGalnP LED chip for an LED lamp that does not require a 
thick (and therefore costly) window layer, either above or 
below the active region, for efficient light extraction. 
A further object of the present invention is to provide a 

white light lamp based on just two LEDs one of which has an 
AlGalnPactive region. 
A further object of the present invention is to provide a 

white light lamp having a spectral distribution close to that of 
daylight. 
A further object of the present invention is to provide a high 

power RGB lamp that is based on two chips one of which has 
an AlGalnPactive region. 

According to an aspect of the invention an LED lamp 
includes an LED chip having a top face and comprising a 
Substrate and semiconductor layers between the top face and 
the Substrate, the semiconductor layers forming the core of a 
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light guide extending parallel to the plane of the top face. The 
chip includes at least one cavity with light-emitting side walls 
that extends into at least one of the semiconductor layers. The 
chip converts guided light in the core into top light. According 
to another aspect of the invention guided light in the core is 
extracted with the aid of reflectors that are parallel to the 
semiconductor layers. According to yet another aspect of the 
invention metal tracks connected to the n-type semiconductor 
layer are provided that enhance the efficiency of the lamp. 

According to another aspect of the invention an LED lamp 
includes a chip comprising at least two light emitters each 
having a triangular top face, the two emitters being separated 
by a trench. 

According to another aspect of the invention a single chip 
LED lamp which can have input power of 5-25 watts includes 
an LED chip having a top face and comprising a Substrate and 
semiconductor layers between the top face and the Substrate, 
the semiconductor layers forming the core of a light guide 
extending parallel to the plane of the top face. The chip 
includes at least one trench, and a heat sink is attached to the 
top face of the chip that draws heat from the active region of 
the chip. 

According to another aspect of the invention an LED lamp 
has an LED chip with a plurality of individually powered light 
emitting elements each provided with a fuse. This improves 
the yield of usable LED chips during manufacture. 

According to another aspect of the invention there is pro 
vided an LED lamp comprising: an LED semiconductor core 
having a thickness and comprising a plurality of Vertically 
stacked semiconductor layers; cavities in the core having side 
walls that divert light from the core: first and second reflectors 
that are below and above the core, respectively; each of the 
reflectors being reflective to light from the core that has an 
angle of incidence to the reflector of 60 degrees, the reflectors 
guiding light generated in the core towards the cavities; and 
the core being lattice-matched to GaAs and generating visible 
light. 

According to another aspect of the invention a high power 
AlGalnP LED for a lamp is manufactured using the steps of: 
providing a member having a planar Surface; providing a 
GaAs substrate on which an AlGalnP LED is epitaxially 
grown; providing an electrical terminal on the LED; joining 
the member to the LED; removing the GaAs substrate; and 
the method also including the step of providing an opening in 
the member positioned to be opposite said terminal. The steps 
are preferably carried out during wafer processing. 

According to another aspect of the invention a high power 
AlGalnP LED for a lamp is manufactured using the steps of: 
providing an LED that is Supported on and epitaxial with a 
GaAS Substrate; providing a non-semiconductor Substrate 
having lower and upper Surfaces; joining the LED to the upper 
Substrate Surface using a medium having a melting tempera 
ture exceeding 300° C.; removing the GaAs substrate; pro 
viding an ohmic contact to the LED using a process that heats 
the LED to more than 300° C. and providing a surface 
between the LED and the lower substrate surface that is 
reflective to LED light incident to the surface at 60°. The steps 
are preferably carried out during wafer processing. 

According to another aspect of the invention there is pro 
vided an LED white lamp comprising a vertical stack of just 
two LEDs one of which is of AlGanP and the other of GaN. 
(or InGaN). The AlGalnP LED generates light at very low 
cost per lumen compared with GaN. Thus the combination 
provides white light at a lower cost per lumen than a white 
lamp based entirely on GaN. Furthermore, the use of fluores 
cent material, which causes energy loss, can be avoided. 
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4 
According to another aspect of the invention there is pro 

vided an LED white lamp comprising an LED in which the 
active region crystal lattice structure is based on several 
chemical elements and the ratio of one of the elements to 
another of them is altered during the crystal growth so as to 
broaden the spectral distribution of the light of the LED. 

According to another aspect of the invention there is pro 
vided a high power variable color RGB lamp comprising a 
vertical LED stack of just two LED chips, one of which is of 
AlGanP. 

According to another aspect of the invention there is pro 
vided a lamp capable of generating white light, the lamp 
comprising a GaN chip having interleaved light emitting ele 
ments of differing colors. 

BRIEF DESCRIPTION OF THE DRAWINGS 

FIG. 1 illustrates in side view an LED light source accord 
ing to an embodiment of the invention. 

FIG. 2 is a plan view of the LED chip in FIG. 1. 
FIG. 3 is a sectional view of a portion of chip 2. 
FIG. 4 is a cross-sectional view of a trench having a central 

ridge. 
FIG. 5 illustrates a light source according to a further 

embodiment of the invention; 
FIG. 6a illustrates light paths for an LED element having a 

rectangular top light-emitting Surface. 
FIG. 6b illustrates light paths for an LED element having a 

triangular top light-emitting Surface. 
FIGS. 7a, 7b illustrate connection of a reflector track to a 

lower semiconductor layer. 
FIG. 8 illustrates a reflector cup for the chips of FIGS. 2.5. 
FIG. 9 illustrates an embodiment of the invention having a 

heat sink on the chip top face. 
FIG. 10 illustrates an alternative form of trench. 
FIG.11 illustrates an embodiment of the invention using an 

AlGalnP light source. 
FIG. 12 illustrates light extraction from an AlGalnP light 

SOUC. 

FIG. 13 illustrates another embodiment of the invention 
using AlGanP. 

FIG. 14 illustrates layers of the arrangement of FIG. 13. 
FIG. 15 illustrate light rays in the layers of FIG. 14. 
FIG. 16 illustrate manufacturing steps for producing the 

arrangement of FIG. 13 
FIG. 17 illustrate a method of producing an AlGalnP LED 

according to the invention. 
FIG. 18 illustrates a method of making electrical contact to 

a semiconductor layer. 
FIG. 19 illustrate a further method of producing an 

AlGalnP LED according to the invention. 
FIG.20a illustrates in plan view an embodiment for gen 

erating white light 
FIG. 20b is an elevation view of the arrangement of FIG. 

20a 
FIG.21 illustrates production of white light by the arrange 

ment of FIG. 20a 
FIG.22 illustrates layers of the arrangement of FIG.20a 
FIG. 23 illustrates another embodiment for producing 

white light 
FIG. 24 illustrates components of light produced by the 

embodiment of FIG. 23 
FIG. 25 illustrates the spectral distribution of the white 

light produced by the embodiment of FIG. 23. 
FIG. 26 illustrates an LED chip according to a further 

embodiment of the invention, having elements of three col 
OS. 
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FIG. 27 illustrates the spectral distribution of white light 
produced by employing the chip of FIG. 26. 

FIG. 28 illustrates an arrangement for making connections 
to a two-chip white light source. 

FIG. 29 illustrates a chip according to another embodiment 
of the invention. 

FIG. 30 illustrates the spectral distribution at white light 
produced by an RGB LED lamp. 

FIG. 31 illustrates the spectral distribution of the white 
light produced by a prior art GaN violet chip covered with 
fluorescent material. 

FIG. 32 illustrates an arrangement for making electrical 
connection to a GaN LED from the sapphire side. 

DESCRIPTION OF PREFERRED 
EMBODIMENTS 

FIGS. 1-3 illustrate an improved LED light source accord 
ing to an embodiment of the invention. Light source 1 com 
prises an LED chip 2 mounted on a metal support 3 which 
may be part of a reflective bowl the floor of which acts as a 
heat sink. Over chip 2 there is a cover 4 of transparent dielec 
tric material. FIG. 3 is a sectional view taken along T-T of a 
portion 40 of chip 2. 

Chip 2 comprises a transparent base 5 over which is formed 
a layer 6 of n-type semiconductor material. A layer 7 of p-type 
semiconductor material is formed over n-layer 6. Each of 
semiconductor layers 6, 7 can be less than 5 microns thick. 
Semiconductor layers 6, 7 are referred to collectively as semi 
conductor 8. Each of the basic n, players 6, 7 may include 
Supplementary layers, not shown, that enhance the perfor 
mance of the chip, or that simplify its manufacture. For 
example, p-layer 7 may include a thin light-passing gold layer 
on top of it to, in effect, enhance the electrical conductivity of 
the p-layer, and the n-layer may include a low resistivity 
semiconductor layer for enhancing electrical connection 
within then-region of chip 2. Active region 10 may include a 
thin layer of active region material that enhances light gen 
eration or that determines the color of the light generated. The 
whole of the plane of the top of chip 2 up to side faces 25 
constitutes a first major surface of chip 2. The lower surface 
80 of substrate 5 constitutes a second major surface of chip 2. 
A reflector 9 is placed on the lower surface 80 of substrate 5. 
Reflector 9 can be a mirror coating of silver or aluminum. 

Transparent cover material 4 has a refractive index n that 
is greater than 1.25, and preferably greater than 1.4. Further 
more, n is less than the refractive index n of semiconductor 
8. The value of n is preferably such that n is more than 20% 
higher, and more preferably more than 30%, higher than the 
value of n. 

Transparent substrate 5 is chosen to be of a material having 
a refractive index n, that is at least 15%, and preferably at 
least 20%, less than the refractive index n of semiconductor 
8. The arrangement is such that semiconductor 8 together 
with media 5, 4, acts as a planar light guide, with the light 
being guided in semiconductor core 8. 

Electrically connected to n-layer 6, by contact of its lower 
surface with n-layer 6, is a bonding pad terminal 11. Electri 
cally connected to p-layer 7, by contact of its lower surface 
with p-layer 7, is a bonding pad terminal 12. Formed into top 
face 13 of chip 2, for example by etching, are elongate cavities 
or trenches 14. The cross-section T-T of trench 14 is illus 
trated in FIG. 3. Trench 14 has a floor portion 15 that is in the 
n-layer and that is parallel to chip top face 13. Joined to floor 
15, and thereby electrically connected to the buried p-layer 6, 
is a metallic conductor track 16, comprising gold or other low 
resistivity metal. For chips generating green or blue light the 
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6 
track 16 preferably comprises metal of good reflectivity to 
green and blue light, Such as aluminum. 

Trench 14 is filled with transparent dielectric material 17 
having a refractive index n, that is less than 80% of the refrac 
tive index of semiconductor 8. Material 17 is preferably of 
plastic, such as epoxy. Material 17 may be the same as trans 
lucent material 4, or it may be different. All conductors 16 are 
metallically connected to each other and to bonding pad ter 
minal 11. Thus current from a point 18 in the buried in-layer 
can reach n-terminal 11 via conductors 16 that are near point 
18, instead of only by passing through the whole length of the 
n-layer between point 18 and terminal 11. 
By means of conductors 16, the voltage drop between 

bonding pad 11 and any point on the n-layer, Such as 18, is 
reduced. 

This increases the lumens-per-watt efficiency of the chip. 
Furthermore, the distribution of current and hence the gener 
ated light throughout the chip top is made more even. 

Conductors 16 comprise meandering tracks. Thus, for 
example, conductors 16a, 16b together constitute a meander 
ing track, i.e. a track that changes its direction conductors 16c. 
16d constitute another meandering track. Conductor tracks 
16 have node points 50 that join a plurality of tracks together. 
The width of conductor 16 can be 5-20 um and its thickness 
can be 0.5um or more. Conductors 16 can be formed by the 
same process steps as are used for making pad 11, or by 
similar process steps. 

Joined to the top Of p-layer 7, and thereby electrically 
connected to p-layer 7, are electrical conductor tracks 19 
shown only in FIG. 2, which may comprise gold or other 
metal. All conductors 19 are metallically connected to each 
other and to bonding pad terminal 12. Thus current applied to 
bonding pad 12 can reach a point 21 in p-layer 7 that is remote 
from bonding pad 12, mainly via conductors 19, instead of via 
the p-layer only. Conductor tracks 19 have node points 22 that 
join a plurality of tracks together. Conductors 19 can be 
formed by the same process steps as are used for making pad 
12, or by similar process steps. The network of conductors 19 
comprises meandering tracks. 
By means of conductors 19, the voltage drop between 

bonding pad 12 and any point on the p-layer, Such as 21, is 
reduced This increases the lumens-per-watt efficiency of the 
chip. Furthermore, the distribution of current and hence the 
generated light throughout the chip top is made more even. 

Conductors 19 may be 1-50 um wide, or more, and 0.2 to 2 
um thick. Because of their narrow width, dark lines produced 
by conductors 19 disappear when an image of light Source 2 
is projected by a defocussed lens. If the p-layer is such that it 
has a thin light-passing gold layer all over it, then, by incor 
porating conductors 19 to feed the p-layer, the thickness of the 
gold layer can be reduced, allowing more light to pass through 
the gold layer and, therefore, increasing the top light of the 
chip, while still maintaining low resistance connection to the 
p-layer. 
A ray of light generated within the chip at a point 23 can 

have any one of many directions. If the direction of the ray is 
normal or nearly normal to top face 13 of the chip it passes out 
of the chip as top light 24. If the ray is parallel or nearly 
parallel to top face 13 of the chip it travels in semiconductor 
8, which acts as a light guide core, until it meets a side exit 
face. In the arrangement of FIGS. 1-3, there are four outer side 
faces 25 of chip 2 and several supplementary side faces 26 
provided by trenches 14. Supplementary side faces 26 allow 
light progressing sideways in semiconductor layers 6, 7 to 
escape from the chip without having to travel all the way to 
outer side faces 25. Because the sideways light trapped 
between media 4, 5 travels a shorter distance within semicon 
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ductor 8 before it escapes, it is attenuated less. This lower 
light attenuation facilitates making large, bright LED chips. 
Conductors 16, 19 result in lower electrical losses and so, 
also, facilitate making large, bright LED chips. 

Light emanating from chip 2 is illustrated by various rays 
shown in FIG. 3. Each trench wall 26 forms an obtuse angle 
27 with the part of top face 13 that adjoins the side wall and 
emits light. Obtuse angle 27 is preferably between 95 and 130 
degrees, and more preferably between 110 and 120 degrees. 
Wall 26 may have a curved cross section. In this case angle 27 
is measured between the plane tangential to the wall halfway 
up the height of the wall and top face 13. 

The depth of trench 14 is preferably more than 50% of the 
thickness of semiconductor 8, so as to allow a large propor 
tion of the light in semiconductor 8 approaching the trench to 
escape through trench wall 26. The thickness of the layer of 
n-type material under metal track 16 is preferably greater than 
5% of the total thickness of then-layer, so as to maintain good 
electrical connection between track 16 and the body of n-type 
semiconductor material either side of trench 14. 
The paths of rays 28, 29 generated at the semiconductor 

active region 10 are illustrated in FIG.3. Because the index of 
refraction n of semiconductor 8 is higher than the index of 
refraction n, of cover material 4 and trench wall 26 forms an 
obtuse angle with chip top face 13, horizontal ray 28 hitting 
trench wall 26 is diverted downwards by refraction as it 
passes through wall 26. Ray 28 is then reflected upwards by 
reflector 16 to pass through aperture 33 of the trench. It is not 
only horizontal rays that will pass through trench wall 26. 
Rays that have been guided by multiple internal reflection in 
semiconductor 8 that hit wall 26 with a small angle of inci 
dence will also pass through the wall, such as ray 31. 

Ray 29 hitting interface 30 between semiconductor 8 and 
base 5 at an angle of incidence o, of 45 degrees is totally 
reflected at interface 30, as shown, and then again at interface 
13. Ray 29 is propagated sideways by the previously men 
tioned light-guide property of layers 4, 8.5. Total reflection of 
ray 29 at interface 30 occurs because the angle of incidence o, 
is greater than the critical angle Øs, for total internal reflec 
tion at interface 30. The reflected ray 29 hits top surface 13 at 
45 degrees, and it is again totally reflected, because the angle 
of incidence of ray 29 to top surface 13 is greater than the 
critical angle Øs for the interface between semiconductor 8 
and cover material 4. Ray 29 then hits trench wall 26. At 
trench wall 26 ray 29 is yet again totally reflected. Total 
reflection of ray 29 occurs at surface 26 because its angle of 
incidence is greater than the critical angle of for the interface 
between semiconductor 8 and trench material 17. After being 
diverted by reflection by trench wall 26, ray 29 exits semi 
conductor 8through interface 30. Ray 29 exits semiconductor 
8 because it hits interface 30 at an angle of incidence that is 
less than the critical angle Ø, for interface 30. Ray 29 is then 
reflected by reflector 9 upwards to exit through chip top face 
13 as top light ray 29T. 

Taking the case, for example, where: 
Cover medium 4 and trench material 17 are both of epoxy 

having a refractive index of 1.5, i.e. n=n=1.5; 
Base 5 is sapphire having a refractive index of about 1.7, 

i.e. n=1.7; 
Semiconductor 8 has a refractive index n 3 
Obtuse angle 27 has a value Ø-100° 
Then: 
o, sin n/n-sin' 0.5–30° 
o, sin' n/n, sin' 0.5–30° 
o, sin n/n-sin' 1.7/3=sin' 0.567–34.5°. 

After it is diverted by face 26, the angle of incidence of ray 29 
to interface 30 is equal to: 45°-2(e.7-90)=25°, which is less 
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8 
than Øst. If Ø, is increased to 110° the angle of incidence of 
ray 29 to interface 30 reduces to 5°. 

If the layers of semiconductor 8 have unequal refractive 
indexes, the value of n is taken to be equal to the highest of 
these unequal refractive indexes. Substrate 5 may comprise a 
transparent Support covered with a thin layer, next to core 8, 
having the refractive index n. In this case the transparent 
Support may be of material. Such as semiconductor, having a 
higher refractive index higher than n. For the thin layer to 
provide good reflection to guided light the thickness of the 
thin layer should be greater than the wavelength of the light 
generated, and preferably greater than twice the wavelength 
of the light generated. 

Until it hits side wall 26, ray 29 is guided light travelling in 
the core of a light guide. The guided light 29 becomes con 
verted into top light 29T. Light 29T is light that has passed 
through the p-layer 7 and top face 13. The top surface of metal 
support 3 can be relied on for reflecting light at the bottom of 
substrate 5 if there is no reflective coating 9 on substrate 5. 
The arrangement of FIG. 2 can be regarded as consisting of 

nine elemental areas E1-E9 each emitting top light, each 
having at least one corner next to two trenches 14, and each 
covered with at least one top conductor 19. There is a trench 
14 running between each adjacent pair of areas E. Top light 24 
from top face 13 of each adjacent pair of elements E is 
accompanied with trench light emanating from the trench 
between the pair. The chip can be large, for example up to 
1000 um or more wide, and it may have more than nine 
elements E. Pads 11, 12 can each be about 150 um square or 
less. The width of each element E is arranged to be several 
times greater than width Y of trench 14. For example, the 
width of element E5 may be 300 um and K may be 15 um. 
Trench width K is preferably several times greater than the 
wavelength of the light from the active region, and is prefer 
ably more than twice the depth of trench 14. Conductor 16 
between a pair of elements E provides a low resistance con 
nection between the pair. 

Transparent dielectric material 17 filling the trench may 
have a refractive index n, between 1.25 and 2.5. The value of 
naffects transmission of light through wall 26. The higher the 
value of n, the larger the critical angle Ø, at the inner face of 
trench wall 26 will be. With a larger critical angle more light 
can pass through trench wall 26. Trench 14 may have a central 
ridge 32, illustrated in FIG. 4, which extends along its length. 
Track 16 covers ridge 32. Ray 28 is shown doubly reflected by 
ridged track 16. 

FIG. 5 illustrates a further embodiment, of the invention. 
The arrangement differs from that of FIG. 2, in that it uses 
triangular light emitting elements instead of rectangular ones, 
and in that it includes two sets of light emitting elements 
connected in series. Chip 36 has 16 triangular light emitting 
elements, TE1-TE16. Elements TE1-TE8 are connected in 
parallel with each other. Also, elements TE9-TE16 are con 
nected in parallel with each other. There is insulation, not 
shown, underconductors 19 at the areas where they cross over 
trenches 14, and there is insulation, not shown, under the 
whole of conductor 20. The n-layer for elements T1-T8 is 
isolated from the n-layer of elements TE9-TE16. The isola 
tion can be achieved by making trenches 114, between set 
TE1-TE8 and set TE9-TE16, sufficiently deep so that their 
floors 15 are in substrate 5, instead of in n-layer 6. Trenches 
114 may include conductors 16, as shown, or not. 

Current applied to p-terminal 12 is fed to the p-layers of 
elements T9-T16 by means of conductors 19, and the current 
from conductors 16 of elements TE9-TE16 passes through 
conductor 20 to conductors 19 in contact with the p-layers of 
elements T1-T8. The current from conductors 16 of elements 
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TE1-TE8 passes into n-terminal 11. Thus chip 36 comprises 
a first set of light generating elements (TE9-TE16 connected 
in parallel) connected in series with a second set of light 
generating elements (TE1-TE8 connected in parallel). Light 
extraction from the trenches can be as described before in 
relation to FIGS. 3, 4. 
The use of triangular elements instead of rectangular ones 

enhances light extraction further. This is explained as follows. 
FIG. 6a illustrates in plan view an LED element embedded in 
epoxy 37 and having a conventional (rectangular) top light 
emitting surface. Epoxy 37 is taken to have a refractive index 
that is half that of the semiconductor of the element, resulting 
in the critical angle being 30 degrees. A ray 38 that starts at a 
point 39 and that is parallel to top face of the element is shown 
hitting a side wall of the element at an incident angle of 45°. 
Ray 38 is subjected to successive total internal reflection and 
cannot escape from the element, as illustrated. By compari 
son with FIG. 6a, FIG. 6b shows in plan view an LED element 
embedded in epoxy 37 and having a triangular top. Such as the 
ones in chip 36. The element has side walls 41, 42, 43. Side 
wall 41 is inclined to sidewall 42 by an acute angle of 45 
degrees. Also, side wall 43 is inclined to sidewall 41 by an 
acute angle of 45 degrees. A ray 44 starting at point 39 can 
escape even if though it hits Side wall 41 at 45 degrees, 
because after internal reflection it hits side wall 42 with an 
incident angle of Zero. Rays 45, 46 also hit side walls at 45 
degrees and Subsequently escape. Thus the element with the 
triangular top is more efficient for light extraction from the 
semiconductor than the element with a rectangular top. 

In the arrangement of FIG. 5, each of the elements TE may 
be provided with an individually chosen adjuster A. Only two 
of the adjusters, A3, A5, are shown. Each adjuster A is in 
contact with the p-layer under it. The areas of the adjusters are 
chosen so that each element TE has the same illumination as 
the other elements TE regardless of its position on the chip. 
Thus, for example, adjuster A5 is larger than adjuster A3. 
Thus the series resistance between track 19 and the p-layer is 
less for element TE5 than it is for TE3. By appropriate choice 
of the different adjuster sizes, all elements TE can produce the 
same light even if the Voltages applied to them are not exactly 
the same, and even though some of the elements have only 
two associated trench conductors 16 instead of three. As an 
alternative to adjustment by elements A, the width of track 19 
can be varied from element to element to achieve the match 
ing. Matching by differing elements A or by variation of the 
widths of conductors 19 can also be provided for the elements 
E in the arrangement of FIG. 2. Uniformity of chip lighting of 
better than +3% is desirable for lensed lamps used in video 
displays, so as to provide uniformity of the light projected by 
each lamp lens. 

Manufacture of a light source unit based on the chip of FIG. 
2 or FIG. 5, starting with a substrate wafer common to a 
plurality of final light source units, includes the steps, in 
order, of applying a reflective layer, for reflector 9, to the 
bottom surface of the base wafer; forming the semiconductor 
layers over the top of the wafer; forming, trenches 14 (and 114 
in the case of FIG. 5) into the semiconductor by chemical 
etching or by other means; forming tracks 16 in the trenches; 
insulating trenches 14 at least at the parts thereof where tracks 
19 will cross over, and providing insulation for conductor 20 
in the case of FIG. 5; forming tracks 19; dicing the wafer to 
provide separate chips; and filling the trenches and covering 
the top and outer sides of each chip with transparent dielectric 
material having a refractive index of more than 1.25. 

In the various arrangements discussed herein trenches 14 
can extend into base 5 so that interface 30 is above the top of 
the portion of track 16 that is in contact with floor 15 of the 
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10 
trench. In this case, track 16 can have contact tabs 16t on both 
of its sides that are connected to the two n-layer Zones sepa 
rated by the trench. FIGS. 7a, 7b illustrate a contact tab which 
emanates from track 16 to make electrical contact with a 
small plateau 6p in n-layer 6. Each of the elements E or TE 
can have several contact tabs 16t electrically connected to the 
element. 

In the various arrangements discussed herein reflector 16 
can be extended in width so that it covers part or all of each of 
its side walls 26. In this case the trench is arranged to have 
translucent dielectric material over at least a portion of each 
side wall 26 to prevent short circuiting the p-layer to the 
n-layer. Furthermore, in the various arrangements discussed 
herein trench 14 may have a side-wall profile that includes 
one or more steps. 

FIG. 8 illustrates another embodiment of the invention. 
Chip 51, of the type of FIG. 2 or FIG.5, mounted in a metallic 
reflective cup 52 and embedded in epoxy 4. The top of epoxy 
4 (not shown) is formed as a lens. Cup 52 is made deep so that 
a ray 53 emanating from the central area of the top face of chip 
51 at an anglew relative to the chip top face is deflected by the 
cup. Angle w is greater than 30 degrees, and preferably 
greater than 40 or 45 degrees. 

FIG. 9 illustrates schematically a further embodiment of 
the invention. Light source 60 comprises a chip 61 which is 
preferably of the same or similar construction as that previ 
ously discussed for FIG. 2 or FIG.5, but with no reflector 9 on 
substrate 5. Chip 61 may be as large as 5 mm wide and have 
many elements and have an input power of 5-25 watts. For the 
arrangement of FIG. 9, track 16 is preferably either of small 
width (preferably less than 0.5 K}, or of large width, about 
equal to K, as shown in FIG. 9. A transparent insulator 65 
covers each of the two semiconductor side walls. Track 16 
covers each of insulators 65. Thus the whole of the side wall 
76 includes a metallic reflector insulated from p-layer 7 and 
active region 10. The two side walls 76 each form an obtuse 
angle with top face 13. Aheatsink 62 of aluminum, which has 
a high thermal conductivity and high optical reflectivity, is 
placed over chip 61. Heat sink 62 has integral spacer portions 
64 drawing heat away from chip top face 13. Heat sink 62 can 
be 5 mm thick, or more, and is thermally connected to a larger 
heat sink, not shown, that cools heat sink 62. Chip p-terminal 
12 is connected by bonding wire 65 to aluminum heat sink 62 
and hence to the p-terminal 66 of the lamp. Chip n-terminal 
11 is connected by bonding wire 67 to lamp n-terminal 68 
which is supported on insulator 69. Openings 63a, 63b in heat 
sink 62 allow access to the chip terminals to achieve bonded 
wiring 65, 67. After bonding of wires 65, 67 epoxy is injected 
into openings 63a, 63b to protect wires 65, 67 and to cover top 
face 13 with epoxy. Covering top face 13 with epoxy provides 
perfect reflection for guided light and enhances extraction of 
top light from chip 61. After leaving the chip the top light is 
reflected by the under surface of heat sink 62 to pass back into 
the chip and out of substrate 5. Faces 77 of spacers 64 can be 
small, so that most of top face 13 is covered with epoxy, and 
hence most of the reflections of guided light by interface 13 
are 100% total internal reflections. For the internal reflections 
occurring at faces 77, a proportion of the light energy is lost at 
each reflection. Spacers 64 can be numerous, so that they 
provide adequate cooling of the semiconductor junction 10. 
Thermal connection between spacers 64 and chip top face 13 
can be enhanced by coating the lowerfaces of spacers 64 with 
a suitable heat transfer compound before pressing heat sink 
62 onto chip 61. Epoxy 70 may be laid on top face 13, for 
example by pad printing, prior to pressing, heat sink 62 onto 
the chip and as a separate operation from filling cavities 63a. 
63b. Any translucent material having a refractive index 
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greater than 1.25 may be used instead of epoxy for medium 
70. The thickness of medium 70 under heat sink 62 is prefer 
ably greater than the wavelength of the light of the chip. The 
thickness can be several times the wavelength. The lower 
surface of heat sink 62 may be covered with an electrically 
insulating coating. 
A 25 watt chip can have 256 light emitting elements E or 

TE. It is not essential to have perfect yield of the light emitting 
elements. If production quality is such that a few of the 
elements do not emit light, the lamp will still function to give 
powerful light. 

Referring to FIG. 2, each of elements E2, E4, E5, E6. E7, 
E9 has an individual p-conductor 19 energising the element. 
It is possible by modification of the wiring to arrange that all 
the elements E have individual p-conductors. In this case each 
individual p-conductor may have a fuse, such as fuse 71 
illustrated for element E6, arranged to burn out when the 
current to the element exceeds the intended current for the 
element by a factor of, for example, 2.5. By this means, 
short-circuited elements in the chip are automatically isolated 
when the power is applied to the chip. The triangulated chip of 
FIG. 5 also may have its wiring re-arranged to provide indi 
vidual fusing of each of the elements TE. Fuse links 71 of 
elements E,TE that draw excessive current may be burnt out, 
i.e., disrupted, at production time to render them open circuit 
by applying a test current to the chip. Alternatively, fuse links 
71 of elements E,TE that draw excessive current may be may 
be disrupted by a laser beam directed at them. Determination 
of which of the fuse links 71 are to be disrupted with the laser 
beam can be carried out with the aid of a heat-sensing camera 
directed at the chip while the chip is energized. In this case 
elements Eor TEthat are, for example, 20 degrees hotter than 
the average temperature of all the elements are identified as 
the ones drawing more than their allowable current and are 
selected for disruption of their links 71 using the laser. 
A lamp of 256 elements can be wired as 16 blocks in series, 

each block having 16 elements TE connected in parallel, with 
each element TE having its own fuse. With this arrangement 
failure of an element TE, during manufacture or during Ser 
vice, does not put another element TE out of action. If, for 
example, in each bock four random elements TE are Open 
circuit, the lamp will still function. With the yield of good 
elements TE at only 75% the lamp gives about 75% of the 
light of a lamp having no faulty elements TE. 

FIG. 10 shows another arrangement for trench 14 that can 
be used in any of the chips described herein. As shown, trench 
14 cuts into substrate 5, and includes translucent dielectric 65 
over the p-layer portion of stepped side wall 26. Track 16 
makes electrical contact with n-layer 6 at side wall 26. 

In the various arrangements that have been discussed 
herein, layers 6, 7 and the active region 10 may each comprise 
nitride of two or more of gallium, Indium and aluminium, or 
nitride of just one of these elements, and the substrate can be 
Sapphire. 

FIG. 11 illustrates schematically another embodiment of 
the invention. Semiconductor core 8 comprises LED layers 
with the active region 10 generating amber or red light. Such 
as may be required for an amber or red single-chip traffic 
light. The construction of FIG. 11 is provided by starting with 
the construction of FIG.9 using in the construction of FIG.9 
an LED chip 61 having a core 8 comprising AlGalnP LED 
layers lattice matched and joined to a substrate 5 of GaAs. 
Core 8 may include a window layer of p-type GaP above the 
AlGalnP LED layers. Although for simplicity of illustration 
only one light extraction trench 14 is shown, there are in fact 
several light extraction trenches, the arrangement of core 8 
being preferably the same as or similar to the arrangements of 
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12 
FIG.2 or FIG.5. Member 62 is the substrate for core 8 during 
and after removal of the GaAs. Removal of the GaAs sub 
strate completes the manufacture of semiconductor core 8. 
Member 62 can be of the same width as core 8 or wider. The 
lower surface of heat sink 62 is made electrically non-con 
ductive to avoid unwanted electrical contact between the heat 
sink and the top surface of core 8. 

After the attachment of the AlGalnP LED chip 61 to heat 
sink 62 as shown in FIG. 9, the GaAs substrate of chip 61 is 
selectively etched off, leaving the lower surface of the 
AlGalnP LED core 8 exposed. GaAs is absorbent to visible 
light. Selective etching of the GaAs substrate 5 may be 
achieved using, for example, a mixture of hydrogen peroxide 
and ammonium hydroxide. Core 8 may include as its lowest 
layer a semiconductor stop-etch layer that enhances the resis 
tance of core 8 to the etchant. As a protection against 
unwanted etching sideways of core 8, the four outer side 
surfaces of LED core-8 can be covered with material that is 
insoluble by the etchant. Heatsink62, also, may optionally be 
coated for protection against the etchant. Heat sink 62 pro 
vides structural support for core 8 during removal of the GaAs 
and after this removal. After chip substrate 5 has been 
removed, the lower surface of LED core 8 is covered with 
epoxy 70, which can be formed as a lens. For enhanced 
protection of core 8 against Strain and against ingress of 
moisture, a sheet of glass having a refractive index of 1.5-1.8 
may be bonded to the lower surface 30 of core 8, covering all 
of that surface. 
The AlGalnP LED lamp of the invention is not limited to 

having a light extraction cavities 14 of the form shown in 
FIGS. 9, 11. The light extraction cavities may take any of the 
other forms previously described in relation to the chip pat 
terns of FIG. 2, 5. 

FIG. 12 illustrates one alternative cavity arrangement 14 
that can be used instead of the cavity arrangement 14 shown 
in FIG. 11. The cavity of FIG. 12 is similar to that shown in 
FIG. 3. It is seen from FIG. 12 that light reflected upwards in 
cavity 14 by reflector 16 is reflected downwards by the reflec 
tive surface of heat sink 62 to pass through core 8. Thus the 
light reflected upward by reflector 16 can escape from the 
lamp. 
AlGanP core 8 has a refractive index of about 3.3 and 

epoxy 70 in FIG. 12 may have a refractive index of about 1.5. 
In this case core 8 will be a light guide to all light generated by 
active region 10 that has an angle of incidence to surface 13 or 
surface 30 exceeding about: 

sin (1.5/3.3)=27° 
Thus most of the light generated by active region 10 of the 

AlGalnP LED will be trapped in core 8 until it reaches one of 
the light extraction cavities 14. On reaching the various light 
extraction cavities 14 an important proportion of the trapped 
light will escape from core 8. FIG. 12 illustrates the entrap 
ment and escape of ray 29 having an initial angle of incidence 
to core face 30 of 45°. 

FIG. 13 illustrates schematically a further embodiment of 
the invention. Light source 90 includes a heat sink 86 which 
may be of metal. The top of heat sink 86 is made reflective. 
Above heat sink 86 is a reflecting layer 87. Layer 87 is of 
translucent amorphous material. Such as epoxy; i.e., layer 87 
is not a crystal. Above layer 87 is a semiconductor light-guide 
core 8 comprising layers of AlGalnP. Formed into core 8 is a 
set of light-extraction cavities 14 and conductors 16, 19, for 
example having a plan view shown in FIG. 2 or FIG. 5. Above 
core 8 is a glass sheet 81 having a through-hole 82 opposite 
each of chip terminals 11, 12. Glass sheet 81 may have a 
thickness of between 0.2 and 1 millimeters and a refractive 
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index of between 1.5 and 1.8. Glass sheet 81 has attached 
thereon a pair of metallic contact pads 83, 84 which are 
electrically joined to chip terminals 12, 11 respectively by 
bonding wires. Glass sheet 81 is covered with a lens 89 
formed from translucent epoxy. Layer 97 of epoxy bonds 
glass sheet 81 to core 8. 
The device of FIG. 13 has no semiconductor substrate. 

Amorphous sheet 81 serves as a Substrate during manufacture 
of the device; and reflective amorphous sheet 86 serves as a 
final Substrate for mounting the device onto a heat sink. 

FIG. 14 illustrates an element E or TE and a preferred 
arrangement for the semiconductor layers of core 8 of FIG. 
13. Referring to FIG. 14, layer 7 comprises an AlGalnP 
p-layer 7a next to active layer 10. Active layer 10 is preferably 
of AlGalnP. A GaPlayer 7b of higher electrical conductivity 
than layer 7a is placed over layer 7a. Metal n-track 16 has a 
raised portion 116 that reduces the longitudinal resistance of 
the track. Layer 6 consists of an AlGalnPlayer 6a next to 
active layer 10 and an AlGalnPlayer 6b underlayer 6a. Layer 
6b is of higher electrical conductivity than layer 6a and acts as 
a translucent contact layer for energising layer 6a. Metal 
n-track 16 has a raised portion 116 that reduces the longitu 
dinal resistance of the track. Cavities 14 are filled with trans 
lucent material 88 having a refractive index of less than 2.5, 
for example epoxy. Holes 82 are filled with material 85 
through which moisture will not pass. 

Beat sink 86 may be provided at its top with optional 
spacers 64. Heat sink 86 may be joined at its lower face to 
another, larger heat sink, not shown. Glass sheet 81 should 
have athermal coefficient of expansionless than 20x10°K. 
For minimal strain of semiconductor core 8, glass sheet 81 
should have about the same thermal coefficient of expansion 
as semiconductor core 8. 

Both of layers 87.97 may be of epoxy, in which case each 
of the layers 87, 97 will be reflective to all rays having an 
incident angle o, that is greater than about sin" 1.5/33–27° 
(3.3 being an approximate value for the refractive index of 
GaP, as well as AlGainP). Thus each of layers 87.97 will be 
reflective to rays incident to it from core 8 at 45°. 

FIGS. 15a, 15b, 15c illustrate escape of light guided in core 
8. It is seen that each of rays 101.102.103 is reflected by both 
lower reflector 87 and upper reflector 97 before escaping from 
core 8. Rays 102, 103 are incident to reflectors 87.97 at 45°. 
Ray 101 is incident to reflectors 67,97 at about 55°. 
The width of trench 14 is greater at the open top of the 

trench than it is in the bottom of the trench, allowing light 
passing through side walls 26a, 26b to escape easily from the 
trench. As an alternative to using a translucent medium for 
layer 87, layer 87 may be a metallic reflector, in which case 
spacers 64 are not used. As another alternative, layer 87 may 
be eliminated, and the reflective top of heat sink 86 relied 
upon to act as a reflector. Since glass has about the same 
refractive index as epoxy, layer 97 may be eliminated. 

Manufacture of the AlGainP lamp of FIG. 13 can be 
achieved using, for example, the following steps. Starting 
with a GaAs wafer, the AlGalnPlayers 6b, 6a, 10, 7a, and a 
GaPlayer 7b are grown over the GaAs substrate, providing 
the core 8, as represented by FIG. 16.a. Because the AlGalnP 
layers are grown on GaAs they have the same lattice constant 
as GaAs. From the wafer of FIG.16a a plurality of devices are 
formed, each device having, for example, all the features 
shown in FIG. 2, or all the features shown in FIG. 5, i.e. 
including trenches 14 and conductors 16, 19, 11, 12 and 
optional fuses 71. 

Stepped trenches 14 can beformed in the wafer of FIG.16a 
by etching in two stages as illustrated by FIGS. 16b, 16c. The 
first etching stage is carried out using a process or etchant that 
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14 
is selective to removing GaP. Such an etchant will expose the 
top of layer 7a. The next etching stage is carried out using a 
process or etchant that removes the AlGalnPlayers down to 
floor 15 in layer 6b. An advantage of etching in two stages is 
that it can give more precise depth of etching into the AlGalnP 
layers, since the etching of the A1GalnPlayers starts exactly 
at the top of layer 7b, which is closer to trench floor 15 than is 
the top of layer 7b. The combined thickness of layers 6b, 6a, 
10 and 7a can be less than three microns and the thickness of 
layer 7b can exceed fifteen microns. 

Next, the n-tracks 16 are formed, as represented by FIG. 
16d. At the same time as forming tracks 16, connection pads 
11, 12 are formed. Next, the p-tracks 19 are formed (not 
shown in FIG.16). Next, cavities 14 are filled, with epoxy, or 
with other translucent material of refractive index less than 
2.5. Next a perforated glass sheet 81 large enough to coverall 
the devices on the wafer is bonded onto the top of layer 7 of 
the wafer, with the sets of perforations 82 positioned to coin 
cide with the sets of bonding pads 11, 12 as shown in FIG. 13. 
The bonding of the glass sheet to the top of the wafer can be 
done using epoxy or by other means. Sets of terminal pads 83. 
84 are provided on the glass sheet, for example prior to 
bonding the glass sheet to the wafer. FIG.16e illustrates glass 
layer 81 attached to the wafer. 

Next, for each of the devices formed on the wafer, terminal 
12 is joined to terminal pad 83 and terminal 11 is joined to 
terminal pad 84, using thermocompression bonding as illus 
trated in FIG. 13, or by other means. Next, holes 82 are filled 
with moisture-stopping filler 85. Next, the GaAs layer is 
removed, as represented by FIG. 16.f. 

Next, a heat sink sheet 86 having a reflective top face is 
bonded to the wafer, using epoxy for example, as represented 
by layer 87 in FIG. 16.g. As a final stage of wafer processing, 
the wafer is divided into separate devices, each having a pair 
of terminals 83, 84 by which the device can be energized. 

Glass sheet 81 provides a substrate that supports core 8 
during removal of the GaAs. If desired, the step of joining a 
heat sink layer 86 to the wafer can be eliminated; in this case 
the wafer is divided into the separate devices and then each 
device is joined to a heat sink individually. 

Semiconductor layer 6b may be of GaP instead of AlGalnP. 
or it may comprise a layer of AlGalnP over a layer of GaP. 
Furthermore, conductor tracks that are in ohmic contact with 
the lower surface of layer 6b may be provided to supplement 
or replace the electrical function of tracks 16. GaP can be 
grown on the underside of layer 6b in FIG. 16f provided 
transparent body 81 and filler 88 are selected to withstand the 
temperature needed for growing the GaP. 

Another manufacturing procedure for achieving highlight 
output is illustrated in FIG. 17. On a gallium arsenide sub 
strate 105 is grown an n-type A1GalnP layer 107a, an 
AlGalnPactive layer 110, a p-type AlGalnPlayer 106a and a 
p-type GaPlayer 106b, as represented by FIG. 17a. Next, as 
shown in FIG. 17b, a metal heat sink layer 111 having a 
reflective top face is bonded to layer 106busing a translucent 
bonding layer 112 of material that can withstand and remain 
Solid at the high temperatures used in Subsequent wafer pro 
cessing, for example 300-500° C. for contact alloying and 
500-700° C. for growth of GaPlayer 106b. Layer 112 may be 
a printed layer of glass powder, or other material of high 
melting temperature, that is melted to achieve the bonding. 
Next, GaAs layer is removed as represented by FIG. 17c. 
Next, an n-type GaPlayer 107b is grown over layer 107a, as 
represented by FIG. 17d. 

Next, trenches 14 are formed. Next trench conductors 16 in 
contact with p-layer 106b are formed. A p-terminal, not 
shown in FIG. 17e, is also formed in contact with p-layer 
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106b. Next, top conductors 119 are formed in contact with 
n-layer 107b and an n-terminal, not shown, also is formed in 
contact with n-layer 107b. The conductors and terminals of 
core 8 can beformed by known methods involving deposition 
and etching of doped metal; followed by heat treatment at a 
temperature above 300° C. (typically 400-500° C.) to cause 
the metal dopants to migrate into the semiconductor and thus 
provide good ohmic contact. Translucent bonding layer 112 
must withstand the heat treatment temperature and should not 
be molten at that temperature. The wafer is finally divided 
into separate lamp-chips each of which may be five millime 
ters wide. For each lamp-chip, heat sink 111 is joined to a 
larger heat sink. Since layer 111 serves as a substrate for the 
chips it is made substantially thicker than core 8, for example 
100-1000 microns thick. 

FIG. 18 illustrates a further embodiment of the invention, 
using electrical connections made to the lower Surface of core 
8 of an AlGalnP lamp. Optional track 115 ohmically con 
nected to layer 106b can supplement or replace the electrical 
function of trench track 16. Conductor pad 117 ohmically 
connected to layer 106b can serve as one of the terminals of 
the chip, and it can be electrically connected to heat sink 111 
by solder 118 as shown, or by other means. Ohmic contacts 
115, 117 to layer 106b can be provided, for example, just after 
formation of the structure of FIG. 17a. 

Substrates 86, and 111 of FIG. 17, can be of translucent 
material. Such as glass. In this case metal reflector track 16 
can be extended in width so as to cover the trench side walls, 
provided track 16 is electrically insulated from the side walls. 
Substrate 111 and bonding layer 112 can be one translucent 
item deposited on layer 106b, for example a glass-like sheet 
that is placed onto layer 106b and then heated to fuse it on. 

FIG. 19e illustrates an alternative arrangement for joining 
the semiconductor core 8 to metal heat sink 111. In this case 
the joining operation is carried out using metal layers 122, 
123, instead of using the translucent bonding material 112 
shown in FIG. 17b. FIGS. 19a–19d illustrate manufacturing 
steps for the arrangement of FIG. 19e. Layers 107a, 110. 
106a, 106b are grown on the GaAs substrate 105, as shown in 
FIG. 19a. Then a translucent layer 120 is grown on layer 
106b. Translucent layer 120 may be of SiO, having a refrac 
tive index of about 1.6. One or more through-holes are pro 
vided in layer 120 and metallic electrical contacts 121 are 
made to layer 106b through the holes. A reflective metal layer 
122 is then formed over translucent surface 120 and contacts 
121. Layer 122 is thus electrically connected to layer 106b, 
via contacts 121. Heat sink 111 is coated with a metal layer 
123 as shown in FIG. 19b. Coated heat sink 111 is pressed 
onto layer 122 and the temperature of the resultant assembly 
is raised so that one or both of layers 122,123 melts, joining 
the two layers together. Then the GaAs layer 105 is removed, 
leaving the structure illustrated by FIG. 19c. Then GaPlayer 
107b is grown over the structure of FIG. 19C, to provide the 
structure of FIG. 19d. Then trenches 14, reflectors 16 and 
p-tracks 119 are formed. 
GaPlayer 107b can be grown by metalorganic chemical 

vapour deposition (MOCVD) at a temperature above 500° C. 
typically 600-700° C. Each of metallayers 122,123 should be 
solid at the GaP growth temperature. Layer 122 can be of 
aluminum or silver, or of an alloy. If heat-sink 111 is required 
to be electrically insulated from layer 106, formation of con 
tact 121 and, its associated hole can be dispensed with. As a 
further option, reflective layer 122 can be placed directly on 
the lower surface of core 8, dispensing with layer 120, pro 
vided layer 122 remains reflective and layer 106b remains 
translucent after growth of layer 107b. 
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A translucent sheet, such as perforated glass sheet 81 of 

FIG. 13 may be bonded to the top of the core 8 of the arrange 
ment of FIG. 17e or FIG. 19e. Optionally, layer 107b may be 
dispensed with in the arrangements of FIGS. 17e, 19e, in 
which case manufacturing stages 17d., 19d, respectively are 
dispensed with. 
The various features that have been already described in 

relation to the chips of FIGS. 2, 5, such as for example the 
provision elements E or TE with fuses or series connections, 
can be incorporated in the A1GanP lamp arrangements of 
FIGS. 11, 12, 13, 17e, 19e. Each of these arrangements is 
capable of high power dissipation in the light generating 
region (10, 110) of core 8, since there is no semiconductor 
substrate between the AlGanPlayers and the heatsink62, 86, 
111. The typical thickness of an ordinary chip substrate is 
100-300 microns. By comparison, the distance from core 8 to 
the heat sink (62, 86, 111) can be as little as a micron. To 
ensure good heat removal from the AlGalnPlayers it is desir 
able that the distance between the core and the heat sink 62 be 
less than 50 microns, and preferably less than 25 microns and, 
more preferably still, less than 5 microns. With the improved 
heat sinking provided by the arrangements of FIGS. 11, 13, 
17e, 19e the core temperature during operation will be 
reduced. Consequently the lamp will have a higher efficiency, 
since light output of an A1GanP lamp drops as the junction 
temperature rises. Also, the rate of degradation of the LED 
will be reduced and the lamp will last longer. 

For each of the arrangements of FIGS. 11, 13, 17e, 19e the 
total thickness of semiconductor core 8 is preferably less than 
50 microns, and it can be 5-10 microns. The depth of trench 14 
measured from the top face of semiconductor core 8 to the 
floor 15 of the trench is preferably greater than 50% of the 
thickness of core 8, and more preferably greater than 70% of 
the thickness of core 8. Each of the translucent layers imme 
diately above and immediately below core 8 (for example 87. 
97 in FIG. 13) should be reflective to rays incident to the layer 
for all angles of incidence greater than 60°, and preferably for 
all angles of incidence greater than 55°, and more preferably 
for all angles of incidence greater than 45°. To achieve reflec 
tion of rays in core 8 incident to a translucent member 70, 87. 
97, 81,112, 120 at 55° to the member, the member must have 
a refractive index that is at least 18% lower than the refractive 
index of core 8. To achieve reflection of rays in core 8 incident 
to the translucent member at 45° the member must have a 
refractive index that is at least 29% lower than the refractive 
index of core 8. 

Each of the light reflecting layers 70, 86, 87.97, 111, 112, 
120,122 that have been discussed is a non-semiconductor and 
amorphous. A semiconductor would not be suitable for any of 
these layers. It would typically not reflect light incident to it at 
60°, 55° or 45°; because it would not have a sufficiently low 
refractive index relative to that of core 8 to cause the reflec 
tion. 

Heat sink 62 or 86 or 111 may be of copper-tungsten 
(CuW), which has a coefficient of thermal expansion 
(6x10/K) that is close to that of semiconductor core 8. The 
Surface of the heat sink adjacent to core 8 can in this case be 
coated with aluminum or silver or some other reflective mate 
rial. 
The elements E or TE in the AlGanP embodiments of 

FIGS. 11, 12, 13, 17e, 19e can be made small, for example 50 
microns wide or less, so that each element takes very little 
current. Reducing the current of an element E or TE reduces 
lateral Voltage drops in the p-type and n-type A1GanPlayers 
of the element and enhances uniformity of illumination of the 
element. Each of the elements Eor TE can have more than one 
conductor (19 or 119) feeding the p-layer (7b or 107b). 
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For each of the arrangements of FIGS. 11, 12, 13, 17e, 19e 
the LED active region (10, 110) is preferably less than 50 
microns away from the heat sink, and more preferably less 
than 25 microns away. The depths of light extraction cavities 
14 in core 8 can be as great as the thickness of core 8. 
Connection of tracks 16 to p-layer 6 or 6b or 106b can be by 
side contact-tabs, such as 16t previously described with ref 
erence to FIGS. 7a, b. 

Referring to the chip construction shown in FIG. 13, layer 
81 may be of metal instead of glass, in which case layer 86 is 
made of transparent material for light output downwards. 
Terminals 83, 84 are insulated from sheet 81 or eliminated. 

For each of the arrangements of FIGS. 11, 12, 13, 17e, 19e 
semiconductor core 8 may be of AlGaAS grown on GaAs, 
instead of AlGalnP grown on GaAs. AlGaAs has very nearly 
the same lattice constant as GaAs, and about the same refrac 
tive index as AlGalnP. As another alternative, core 8 may 
comprise one or more layers of AlGalnP and one or more 
layers of AlGaAs, the layers having been grown on a GaAs 
substrate. The use of AlGaAs layers is less preferable than the 
use of AlGalnP, because AlGaAs layers give less light output. 
Window layers 6b, 7b, 106b, 107b can be of other semicon 
ductor material than GaP that is translucent to the LED light. 

FIGS. 20a, 20b illustrate an embodiment of the invention 
for providing white light. A chip 200 generating blue-green 
light of about 487 nanometer dominant wavelength is placed 
over a chip 300 generating amber light of about 592 nanom 
eter dominant wavelength. The eight triangular chip portions 
extending beyond the octagonal overlap area of the two chips 
are arranged by electrical means, or by optical masking, so 
that they do not produce light. Octagonal dotted area 401 
represents the light generated by the two chips. A heat sink, 
not shown, is provided under chip 300. 

FIG. 21 shows the CIE 1931 (x, y) chromaticity diagram. 
Point “C” represents a standard white having chromaticity 
coordinates x y=0.33. All points within boundary 402 also 
represent white light. By combining the amber 592 nm light 
(represented by point H1) with the 487 nm blue-green light 
(represented by point H2) in roughly equal proportions white 
light is produced. 

FIG.22 illustrates layers in the octagonal region 401 of the 
arrangement of FIG. 20. Chip 200 comprises a light guide 
core 208 grown over a sapphire substrate 205. Core 208 
comprises p-type and n-type layers of gallium nitride, or 
nitride of gallium and other elements such as indium and/or 
aluminum; and active region 210 which can be composed of 
In GaN. Active region 210 is arranged for generating the 
487 nm blue-green light. Chip 200 has several light generat 
ing elements E or TE and reflective tracks 216. Chip 200 is 
basically the same in construction as chip 61 of FIG. 9. Chip 
300 has a core 308 over a heat sink layer 386. The assembly 
comprising core 308 and heat sink 386 is the same as was 
described for FIG. 14. Active layer 310 of (AlGa). InsP 
is arranged to generate the 592 nm amber light. Chips 200, 
300 are separated by a thin layer 403 of translucent material, 
Such as epoxy, having a refractive index lower than those of 
the semiconductors. Layer 403 allows light of 60° incidence 
to layer 403 to be guided sideways in each of cores 208,308. 
As an example, if reflector layer 403 has a refractive index of 
1.5 and core 208 has a refractive index of 2.5, then reflector 
403 will be reflective to rays incident to it from core 208 at an 
angle of incidence of sin" (1.5/2.5)–37°. Thus all 208 rays 
having an angle of incidence to reflector 403 greater than 37 
will in this case be reflected. If the mesa 7b of core 308 has a 
refractive index of 3.3 then a reflector 403 with a refractive 
index of 1.5 would be reflective to rays from the mesa incident 
to the reflector at an angle of incidence of sin" (1.5/33)=27°. 
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Thus in this case all rays from the mesa of core 308 having an 
angle of incidence to reflector 403 greater than 27 will be 
reflected back into the mesa. Without reflector 403 most of the 
light generated by active region 210 would be absorbed by 
semiconductor core 308. Cavities 314 can be filled with the 
same material as layer 403 or with other material, such as a 
translucent paste of high thermal conductivity and of refrac 
tive index greater than 1.2 and lower than 2. 
Amber top light 410 from the LED semiconductor stack 

308 is combined with blue-green light from LED semicon 
ductor stack 208 to provide output white light 411. Inter 
leaved with the white light 411 are thin bands of relatively 
intense blue-green light 412 from reflectors 216 and bands of 
whitish amber light 413 corresponding to intense amber light 
emanating from trenches 314. If both chips have many ele 
ments E or TE the general effect will be that all the light 
becomes blended and appears white. This is true even if the 
light is collected and projected by a convergent lens, provid 
ing the lens is defocussed so that it projects a blurred image if 
the light source. 

Active regions 208,308 are both cooled by heat sink 386. 
The thickness of core 308 is preferably less than 40 microns: 
and more preferably less than 15 microns. The thickness can 
be as little as 5 microns. The distance between active region 
210 and heat sink 386 is preferably 5-50 microns, and more 
preferably 5-25 microns. It is possible to use for LED struc 
ture 200 an LED chip such as that described with reference to 
FIG.3 or FIG. 4. In this case the top of the chip is bonded to 
a transparent, Such as glass, which now becomes a new Sub 
strate, and the original Substrate 5 is ground down to a small 
thickness, for example 20 microns. The thinned original Sub 
strate 5, which is placed over reflector 403, can be mirrored at 
those portions of its lower surface that are below side walls 
26, so as not to lose rays 29 (shown in FIG. 3) into core 308, 
The non-mirrored portion of the lower surface of thinned 
Substrate 5 serves as a window for passing most of the light 
from core 300. 

Part of the top of core 308 may be soldered to part of the 
under-surface of structure 200 to enhance cooling of core 
208. In this case each of the two mentioned parts is pre-coated 
with a metal reflector, and the solder join is between the two 
metal reflectors. To avoid electrical shorting of core 200 to 
core 308, the metal reflector oncore 308 can be underlaid with 
a very thin insulating layer, Such as SiO. 

Structure 200 may act as a support for core 308 during 
removal of the growth substrate of core 308. 

Chip 300 can be arranged to generate light of any color in 
the range from red to yellow. Whichever color is chosen, the 
corresponding color wavelength of chip 200 is chosen to be 
on a line passing through the point on the CIE diagram rep 
resenting the color of chip 300 and the white area 402. 
To reduce the chance of chip breakage during bonding to 

chip pads 211, 212 (FIG. 20b), sapphire substrate 205 is 
preferably made thicker than 100 microns. Alternatively, it 
may be 100 microns thick and reinforced with a sheet of glass 
bonded to its top. The heat sink under layer 386 (not shown 
is perforated or otherwise shaped to allow access to terminals 
211, 212 for thermocompression or other electrical bonding. 
Chips 200,300 can be shifted slightly one relative to the other 
instead of being skewed in order to have access to the chip 
terminals, in which case overlap pattern 401 will be rectan 
gular. 
A further embodiment of the invention will now be 

described with reference to FIG. 23. Light source 420 has 
LED chips 200, 300 vertically stacked as shown in FIG. 22. 
Over the top of chip 200 is a layer 421 of translucent fluores 
cent material. In manufacture of chip 300, crystal growth of 
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(AlGa). InsP active region 310 is started with x=0.05 
(approximately) for generating red light of about 640 mm 
wavelength; and as the active region builds up in thickness, 
the value of “x' is gradually increased to about 0.35, corre 
sponding to generation of yellow or amber light. At that point 
growth of the active region 310 is stopped. The result of 
gradually changing the value of 'x' is that all colors in the 
range from red to yellow or amber are generated by active 
region 310, as represented by curve 431 in the spectral distri 
bution diagram of FIG. 24. Curve 431 has a broad flat top 
from about 590 nm to about 640 nm. 

In manufacture of chip 200 for the arrangement of FIG. 23. 
crystal growth of the InGaN active region 210 is started 
with a value for 'x' suitable for generating blue light of about 
470 nm wavelength and the value of “x' is held constant for 
part of the growth period of active region 210. Then the 
growth of active region 210 is continued now gradually 
increasing the value of ''x'' to a value that generates green 
light of about 530 nm wavelength, at which point growth of 
active region 210 is terminated. The purpose of this procedure 
is to provide a spectral distribution for active region 210 
represented by curve 432 in FIG. 24. Curve 432 has a blue 
peak portion 433 corresponding to the growth with 'x' held 
constant. The flat portion of curve 432 corresponds to the 
growth during which 'x' is gradually increased. 

Translucent fluorescent top layer 421 is arranged to absorb 
a part of the energy at and under peak 433 and to convert the 
absorbed energy into green light represented by dotted curve 
434 in FIG. 24. The spectral distribution of the light 435 
emanating from the top of layer is illustrated by curve 436 in 
FIG. 25. Curve 436 represents a spectral distribution in the 
blue (470 nm) to red (640 nm) range that is more or less flat, 
and similar to the spectral distribution 437 of average day 
light. Thus there is provided a high power (e.g. 1-50 watts) 
light Source giving light similar to daylight and with most of 
the light energy provided by just two LED chips. Only a small 
proportion of the light in the spectral distribution 436 is 
provided by the fluorescent means 421. 

Fluorescent layer 421 can be arranged for converting UV 
light, instead of blue light, to light 434 in FIG. 24. In this case 
structure 200 is arranged to generate UV light as well as 
visible light, the visible light having a more or less flat spec 
tral distribution from about 450 nm to about 530 nm. 

For each of the structures 200,300 the spectral distribution 
of the structure can be broadened by having two or three 
differing colors for the elements E, or TE, instead of the 
spectral distribution being broadened by varying “X” during 
growth of the active region. If the elements E of structure 300 
are arranged as a matrix, illustrated in FIG. 26, with columns 
471, 472, 473 generating red (R), orange (O) and yellow (Y) 
light, respectively, then the mixed or integrated light for struc 
ture 300 will have the spectral distribution illustrated by curve 
481 in FIG. 27. Similarly. If the elements E of structure 200 
are arranged as a matrix with columns 471, 472, 473 gener 
ating green (G), blue-green (BG) and blue (B) light, respec 
tively, then the average or integrated light for structure 200 
will have the spectral distribution illustrated by curve 491 in 
FIG. 27. The combined curves 481,491 provide a spectrum 
distribution that roughly approximates that of daylight in the 
470-640 nm band. 

For each of the structures 200,300 the spectral distribution 
of the structure can be broadened by having two or three 
differing colors for the elements E, or TE, instead of the 
spectral distribution being broadened by varying “X” during 
growth of the active region. If the elements E of structure 300 
are arranged as a matrix, illustrated in FIG. 26, with columns 
471, 472, 473 generating red (R), orange (O) and yellow (Y) 
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light, respectively, then the mixed or integrated light for struc 
ture 300 will have the spectral distribution illustrated by curve 
481 in FIG. 27. Similarly. If the elements E of structure 200 
are arranged as a matrix with columns 471, 472, 473 gener 
ating green (G), blue-green (BG) and blue (B) light, respec 
tively, then the average or integrated light for structure 200 
will have the spectral distribution illustrated by curve 491 in 
FIG. 27. The combined curves 481,491 provide a spectrum 
distribution that roughly approximates that of daylight in the 
470-630 nm range. The differing colors of the elements E of 
the structures 200, 300 can be provided by using apertured 
masks for growing the active regions of the elements. Thus, 
for example, for growing the red-generating active regions for 
columns 471 of chip 300 the mask has openings at column 
positions 471, but not at column positions 472, 473. 

Dip 485 in FIG. 27 can filled using fluorescent material, 
over parts of the blue columns or as layer 421, that converts 
blue light to light of about 560 nm. To compensate for the loss 
of blue light caused by the fluorescent material the widths of 
the blue columns can be increased. 

In another embodiment, adapted to provide an alternative 
arrangement for making connections to structures 200, 300, 
the structures are perforated and joined together at the wafer 
stage, and then the wafer pairis sawn into separate white-light 
units (composite chips) 450. A unit 450 is shown in FIG. 28, 
joined to a major heat sink 460. Perforations 451 in layers 
200, 300 and perforation 461 in heat sink 460 allow access to 
the four terminals. As shown, 462, 463 are p, n terminals, 
respectively, for light generator 300; and 464, 465 are p, n 
terminals, respectively, for light generator 200. This arrange 
ment avoids the triangular overhangs of FIG. 20. 

FIG. 32 illustrates an arrangement according to the inven 
tion by which an electrical connection to the n-layer of struc 
ture 200 can be made from the top instead of from the bottom. 
In this case a hole 500 is provided in sapphire substrate 205 
which is through-plated with metal 501 to connect n-terminal 
465 to an upper n-terminal 565. Line 510 may be a line along 
which the wafer is divided into chips, in which case a single 
hole 500 can serve the n-terminals of four chips. P-terminals 
on top of structure 200 can similarly be provided. 
The arrangement of FIG. 20 or FIG.28 (or FIG.28 adapted 

to have top terminals to source 200 as was described in 
relation to FIG. 32) can be adapted to provide a high power 
lamp of variable color. In this case layer 200 is arranged to 
have alternating blue, 492, and green, 493, columns of ele 
ments E shown schematically in FIG. 29. The columns form 
finely interleaved luminous stripes when energized. The blue 
elements E have a p-terminal 494 for driving them, and simi 
larly all the green elements E have a p-terminal 495. Terminal 
496 is common to the blue and green elements, Layer 300 is 
arranged to produce red light. Thus there is provided an RGB 
lamp in which each of the three colors can be adjusted indi 
vidually in intensity. The RGB lamp can produce white light 
when all three colors are turned on simultaneously. The white 
light in this case has the spectral distribution 438 shown in 
FIG. 30. A convergent lens may be used to project the light. 
The projected light will have a substantially spatially smooth 
mix of the three colors, providing the lens is defocussed 
relative to the interleaved stripes 492, 493. The defocusing 
blurs the blue and green stripe colors into each other. 
The two-chip light sources of FIGS. 20, 22, 28 can be 

arranged to provide red, amber and green light. In this case 
chip 200 is arranged for producing green light and chip300 is 
arranged to have a wiring scheme as shown in FIG. 29, with 
the elements in positions 492 fabricated to produce amber 
light and the elements in positions 493 fabricated to produce 
red light. Such a two-chip light Source can be used in a 
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single-housing traffic light; instead of having three separate 
housings, one for each of the three colors. 

Reflector 403 over core 308 can be of a soft material, such 
as a rubbery Substance, a gel, a grease, or even a liquid. Small 
spacers can be attached to the bottom of core 208 that define 
the thickness of layer 403. Cavity filler 314 can be of the same 
material as reflector 403. If reflector material 403 is too soft 
for laminating wafers it can be applied to chip pairs instead of 
to wafer pairs. Using a soft material to join structures 200,300 
together reduces stresses in the structures caused by their 
having different thermal expansion coefficients. 

Trenches can be formed in the semiconductor cores using 
a floating rotary diamond-tipped saw. The saw perimeter is 
profiled to provide the desired shape for the cavity. The float 
ing arrangement can include a shoe that slides on the wafer 
top surface during cutting of the trench, the shoe being 
attached to the housing or axle-bearing of the saw, thus ensur 
ing that the depth of the cut, measured from the top surface of 
the wafer, is accurate even if the wafer thickness varies or the 
wafer is warped. The machining operations provided by the 
floating saw can be carried out both for cutting a groove in the 
semiconductor and for Subsequently shaping metal that is 
deposited in the groove. 

In the various cavity arrangements that have been dis 
cussed, the cavity may have fillets at the junctions of the floors 
with the side walls, so as to reduce mechanical stresses in the 
semiconductor. Reflector 316 may have on each of its two 
sides a single reflective Surface with a curved concave cross 
section, instead of two flat surfaces. The same is true of the 
reflector of FIG. 4. The cross-section can have a radius that is 
about equal to the height of the reflector. 

Various features that have already been described in rela 
tion to the chips of FIGS. 2, 5, such as for example the 
provision of series connections and fuses for the elements E 
or TE, can be incorporated in structures 200, 300. 
The invention claimed is: 
1. An LED lamp comprising: 
a semiconductor structure comprising a lower semicon 

ductor layer having a lower face, an active region, an 
upper semiconductor layer having an upper face, a left 
edge, and a right edge; 

a first terminal between the left edge and the right edge; 
a second terminal distant from the first terminal; 
a left track formed on a lower bottom surface lower than the 

upper face; and 
a right track beginning at a position near the right edge and 

extending toward the left edge. 
2. The LED lamp of claim 1, further comprising a left 

trench, where the left track is formed, having an inclined side 
wall. 

3. The LED lamp of claim 1, further comprising a middle 
track between the left track and the right track. 

4. The LED lamp of claim 1, further comprising a middle 
track about which the left track and the right track are sub 
stantially symmetric. 

5. The LED lamp of claim 1, further comprising a conduc 
tor formed on the upper semiconductor layer, and between the 
left track and the right track. 

6. The LED lamp of claim 1, further comprising a conduc 
tor beginning at the second terminal and extending between 
the left track and the right track. 
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7. The LED lamp of claim 1, further comprising a plurality 

of conductors electrically connected to the second terminal, 
wherein at least one of the conductors is between the left track 
and the right track. 

8. The LED lamp of claim 1, wherein the left track and the 
right track are substantially symmetric about the first termi 
nal. 

9. An LED lamp comprising: 
a semiconductor structure comprising a lower semicon 

ductor layer having a lower face, an active region, an 
upper semiconductor layer having an upper face through 
which at least some light from the active region can 
escape from the semiconductor structure, a first edge, 
and a second edge opposite to the first edge; 

a first conductor and a second conductor, formed on the 
upper face; 

a track formed on a lower bottom surface lower than the 
upper face, and between the first conductor and the sec 
ond conductor; 

a first terminal electrically connected to the track; and 
a second terminal distant from the first terminal and having 

a width greater than the first conductor. 
10. The LED lamp of claim 9, further comprising a trench, 

where the track is formed, having an inclined side wall. 
11. The LED lamp of claim 9, wherein the first conductor 

and the second conductor are far from the first edge and the 
second edge respectively. 

12. The LED lamp of claim 9, wherein the track is extended 
toward the second terminal. 

13. The LED lamp of claim 9, wherein the first conductor 
has a segment not parallel to the first edge or the second edge. 

14. The LED lamp of claim 9, wherein the first conductor 
and the second conductor are not symmetric about the second 
terminal. 

15. The LED lamp of claim 9, wherein the first terminal is 
substantially between the first conductor and the second con 
ductor. 

16. An LED lamp comprising: 
a semiconductor structure comprising a first semiconduc 

tor layer having a lower face, an active region, and a 
second semiconductor layer having an upper face; 

a first terminal electrically connected to the first semicon 
ductor layer and having a first width: 

a second terminal electrically connected to the second 
semiconductor layer and having a second width: 

at least two tracks associated with the first terminal, or at 
least two conductors associated with the second termi 
nal, having at least one width smaller than one of the first 
width and the second width. 

17. The LED lamp of claim 16, further comprising 
trenches, where the at least two tracks are formed, having at 
least one inclined side wall. 

18. The LED lamp of claim 16, further comprising a cross 
track connecting the at least two tracks, or a cross conductor 
connecting the at least two conductors. 

19. The LED lamp of claim 16, wherein the at least two 
tracks and the at least two conductors are interdigitated with 
each other. 

20. The LED lamp of claim 16, wherein the at least two 
tracks or the at least two conductors have varied widths. 
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