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Vacuum drying of maltose-L-phenylalanine mixtures 
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Figure 1a: Glass transition temperature of individual 
Maltose-L-Phenylalanine mixtures 
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Figure b: Residual water content of individual 
matose-L-phenylalanine mixtures 
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Abbildung 2 a: Phenylalanin O, 12m vakuungetrocknet 
(kristallin. Wassergehalt 1,2%) 
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Abbildung 2 b Maltose vakuungetrock.net 
(Tg = 50.1°C. Wassergehalt = 4.0%) 
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Figure 2 c.: Maltose + 10 mg Phenylalanine/ml - vacuun-dried 
(Tg = 88°C, water content = 0.7%) 
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Figure 3 a: 
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Figure 3 b 
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PREPARATIONS AND PROCESSES FOR 
STABILIZING BIOLOGICAL MATERIALS BY 
MEANS OF DRYING PROCESSES WITHOUT 

FREEZING 

TECHNICAL FIELD 

0001. The present invention concerns preparations and 
processes for Stabilizing biological materials by means of 
drying processes without freezing. Specially Selected mix 
tures of Sugars and amino acids and derivatives thereof as 
well as of various amino acids and derivatives thereof are 
described which can be used to achieve a particularly 
advantageous Stabilization of peptides, proteins, glycopro 
teins, antibodies and Similar Substances after producing dry 
partially amorphous products by drying processes in which 
freezing is not employed. 

STATE OF THE ART 

0002 The production of storage-stable (in particular at 
room temperature) preparations of biologically active and 
therapeutic Substances Such as peptides, proteins, glycopro 
teins, nucleotides, plasmids, cell fragments, viruses etc. for 
diagnostic and therapeutic purposes is nowadays of great 
and continually increasing importance. 
0.003 Various processes and formulations for producing 
dry biologically or therapeutically active material have been 
described. Dry material is understood as Substances and 
mixtures of Substances which have a maximum residual 
moisture of 8% (g/g), preferably of at most 4% (g/g) 
particularly preferably of at most 2%. Freeze drying pro 
cesses are widespread but have disadvantages F. Franks, 
Cryo Lett. 11, 93-110, (1990); M. J. Pikal, Biopharm. 3 (9), 
26-30 (1990); M. Hora, Pharm. Research 8 (3), 285-291 
(1992); F. Franks, Jap. J. Freezing Drying 38, 15-16, 
(1992). They consume large amounts of energy, require the 
use of refrigerants (Frigens) Some of which are harmful, and 
take a long time. For numerous Substances, in particular 
proteins, the Step of freezing which. is necessary for freeze 
drying is damaging i.e. destabilizing. This process cannot 
therefore be used at all for Some biological materials. 
0004 Alternatives to freeze drying for producing dry 
protein. preparations are processes which dry the material by 
the application of heat and or a vacuum F. Franks, R. M. H. 
Hatley; Stability and Stabilization of Enzymes; Eds. W. J. J. 
van den Teel, A. Harder, R. M. Butlaar, Elsevier Sci. Publ. 
1993, pp. 45-54; B. Roser, Biopharm. 4 (9), 47-53 (1991); 
J. F. Carpenter, J. H. Crowe, Cryobiol. 25, 459-470 (1988). 
Examples of this are vacuum drying with or without the 
application of an increased temperature, Spray-drying pro 
ceSSes in various modifications including the combined 
application of a vacuum and Spraying procedure as well as 
drum drying and other thin layer drying processes. 
0005 Preparations are described in J. F. Carpenter, J. H. 
Crowe, Biochemistry 28, 3916-3922 (1989); K. Tanaka, T. 
Taladu, K. Miyajima, Chem. Pharm. Bull. 39 (5), 1091-94 
(1991), DE-C-3520228, EP-B-0229810, WO 91/18091, EP 
B-0383569, US 5,290,765 which contain sugar or sugar-like 
Substances. In the production of dry Sugar preparations the 
following disadvantages and problems have been found in 
the processes described in the State of the art: The production 
of really adequately dry Sugar preparations is not possible 
without the use of a significant amount of energy. This 
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applies particularly to preparations in the final container. It 
is possible to apply warmth/heat for this but this must be 
judged to be extremely critical with regard to the Stability of 
the biological materials used. Alternatively in order to 
achieve adequate drying with a low heat input, drastically 
increased process times or extremely thin layer thicknesses 
can be used. Both procedures do not lead to the goal. Long 
process times are economically extremely unfavourable, 
moreover the long residence time of an active biological 
Substance in a matrix that is only slowly depleted of water 
is destabilizing and thus also critical. The drying of thin 
layer thicknesses does not lead in many cases to an eco 
nomically viable yield of product i.e. only minimal amounts 
of product are obtained per unit of time and/or drying area. 
In addition the processing of biological materials on very 
large open drying areas can hardly be accomplished with the 
Sterility that is often necessary for the pharmaceutical and 
diagnostic application. Drying processes which proceed by 
means of a vacuum at a temperature that is lower than or 
Slightly above room temperature are milder. However, in 
many cases it is practically hardly possible to produce dry 
Storage-Stable Sugar preparations. When Sugar Solutions are 
dried increasingly Viscous, thick pastes are formed. The 
residual amount of water or residual moisture remaining in 
these materials cannot be removed within an economically 
reasonable period, in many cases the drying comes to a 
standstill at a high level which is not suitable for stabiliza 
tion. The degradation manifests itself for example in a 
decrease in the activity of the Stored material, in the forma 
tion of aggregation products or by the occurrence of degra 
dation products of a lower molecular weight. A Suitable low 
residual water content for the Stabilization of proteins etc. 
can be identified on the basis of physical parameters. It 
follows from the literature cited above that preparations 
Suitable for Stabilizing proteins etc. should have a glass-like 
i.e. an amorphous structure the glass transition temperature 
of which lies above the envisaged Storage temperature. The 
glass transition temperature is that temperature at which an 
amorphous Solid body changes from the glass State into the 
thick Viscous State and Vice versa. Drastic changes in vis 
cosity occur in this proceSS and concomitantly in the diffu 
Sion coefficients and the kinetic mobility of the proteins and 
other molecules. Physical parameterS Such as hardneSS and 
modulus change as well as the thermodynamic functions of 
State: Volume, enthalpy and entropy. The glass transition 
temperature of for example a material containing Sugar and 
its residual water content are linked physically to one 
another in Such a way that increasing amounts of residual 
water lead to reduced glass transition temperatures and Vice 
Versa. Thus the measurement of the glass transition tem 
perature e.g. by differential Scanning calorimetry (DSC) can 
be used to deduce whether a preparation has a Suitable 
residual water content for Stabilization and, as described 
above, whether a drying process is Successful or not. In 
addition to the determination of the glass transition tem 
perature by means of DSC, the presence of amorphous 
Structures can also be proven by means of X-ray diffraction 
investigations and optical and electron microscopic obser 
Vations. 

0006 Therefore it is desirable to provide a stabilizing 
matrix for biologically or pharmaceutically active materials 
with a glass transition temperature that lies above the Storage 
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temperature, which contains a low residual moisture and 
processes for the cost-effective production of Such Stabiliz 
ing matrices. 

DESCRIPTION OF THE INVENTION 

0007 Surprisingly it was found that the addition of 
Zwitterions with apolar residues to materials containing 
carbohydrates can change their drying properties in Such a 
positive manner that materials which previously dried 
poorly and accordingly did not have adequate Stabilizing 
properties could now be dried very rapidly and produced an 
excellent Stability of the biologically and in particular thera 
peutically active materials formulated therein. 
0008 Furthermore it was surprisingly found that carbo 
hydrate-free formulations composed of mixtures of particu 
lar Zwitterions could also be dried very rapidly and had very 
good Stabilizing properties. In this case a Zwitterion with a 
polar residue must be used together with a Zwitterion with an 
apolar residue. Such Zwitterions are preferably aminocar 
boxylic acids and derivatives thereof and particularly pref 
erably pharmaceutically acceptable amino acids. Zwitteri 
ons are understood as low-molecular compounds whose 
molecular weight is below 10 kDa and preferably below 5 
kDa. Processes are described which, without the application 
of a high temperature i.e. at room temperature, allow prepa 
rations according to the invention to be dried in Such a way 
that Suitable glass transition temperatures are reached for 
preparations for Stabilizing biologically and in particular 
therapeutically active Substances. Biologically active Sub 
stances are, in addition to therapeutically active substances, 
also those which are used in biotechnological processes Such 
as e.g. fermentation. AS well as those Substances which are 
used for example in plant protection or as an insecticide. 
Such biologically and in particular therapeutically active 
materials can for example be Selected from one or Several 
Substances of the groups proteins, peptides, glycoproteins, 
lipoproteins, enzymes, coenzymes, biological membranes, 
antibodies, antibody fragments, viruses, Viral components, 
vaccines, DNA, RNA, PNA, plasmids, vectors, pheromones, 
biological therapeutics and diagnostics and derivatives 
thereof. Biologically active Substances are not understood to 
include foods as Such. 

0009. The particular advantages of the preparations and 
processes described here are: 

0010) 
0011 the drying can be carried out with freeze-drying 
plants that are already available in the chemical-phar 
maceutical industry without any retrofitting 

that a freezing is avoided during the drying 

0012 filling into commercial containers e.g. glass 
bottles which is particularly advantageous for an asep 
tic production can be retained without change 

0013 process times are of the same order of magnitude 
as freeze-drying processes and much leSS 

0014 toxicologically acceptable auxiliary substances 
can be used 

0015 all quantities of energy necessary for freezing 
can be Saved and the use of environmentally harmful 
refrigerants can be drastically reduced 

0016 the products obtained are readily visible “cakes” 
that can be rapidly dissolved again 
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0017 since a partially amorphous state is rapidly 
attained, the biological material is degraded less than 
by the processes described in the State of the art. 

0018. It should be noted that the particular advantages of 
the formulations described here of particular mixtures of 
Sugars and amino acids as well as of particular mixtures of 
at least 2 amino acids are also effective when they are used 
within the framework of other drying processes which avoid 
freezing. The accelerated drying effect of the additives as 
well as the property of the preparations to form amorphous 
or partially amorphous Systems equally applies to Spray 
drying, drum-drying etc. 
0019. An essential feature is that significant amounts of 
amorphous materials are present as detected by DSC and/or 
X-ray Structural analysis or other Suitable methods and that 
the preparations do not have a completely crystalline char 
acter. Crystalline preparations are not Suitable for achieving 
an adequate Stability for Sensitive biological Substances. 
Completely amorphous preparations are Suitable for Stabi 
lization and are thus in principle according to the invention 
but partially amorphous preparations are especially So. 

DESCRIPTION OF THE FIGURES 

0020 FIG.1a: glass transition temperatures of individual 
maltose-L-phenylalanine mixtures 

0021 FIG. 1b: residual water content of the individual 
maltose-L-phenylalanine mixtures 
0022 FIG. 2: powder diffractograms of vacuum-dried p 9. 

0023 (a) phenylalanine (water content 1.2%/crys 
talline), 

0024 (b) maltose (water content 4.0%, Tg=50° C.) 
and 

0025 (c) phenylalanine and maltose prepared in a 
manner according to the invention (water content 
0.7%, Tg=88° C). 

0026. The diffractograms were recorded with a con 
ventional instrument (Phillips 1730 X-ray) and asso 
ciated Software. The measuring temperature is 25 
C., the angular resolution (20) 0.050. Measuring 
conditions: 1 S per angle at 40 kV tube Voltage and 
40 mA current Strength. 

0027 FIG. 3: Time course of the 
0028 (a) residual water content and the 
0029 (b) glass transition temperature of a maltose/ 
phenylalanine preparation according to the inven 
tion. 

DETAILED DESCRIPTION OF THE 
INVENTION 

0030 The invention is exemplified by 13 examples and 
10 comparative examples and is elucidated in the following. 
In this proceSS formulations and processes were found which 
drastically improve and accelerate the drying of materials 
containing Sugar by means of vacuum-drying and are Suit 
able for Stabilizing relevant therapeutic and diagnostic bio 
logical materials. Furthermore completely novel composi 
tions are shown which fulfil the purpose of stabilization 
while retaining the optimized drying characteristics. 



US 2003/0059468 A1 

0031. These compositions preferably contain either at 
least one Zwitterion with an apolar residue (e.g. an amino 
acid Such as phenylalanine) and Sugar in which the glass 
transition temperature of the Sugar is considerably increased 
by this addition of Zwitterion. Alternatively mixtures of 
various Specially Selected amino acids or derivatives thereof 
can also be used. These mixtures are composed of a ZWit 
terion with an apolar residue and a Zwitterion with a polar 
residue. Sugars can also be added to these mixtures. 
0032. As a working hypothesis it was found that in 
particular mixtures of a Sugar or polar Zwitterionic Substance 
(e.g. arginine, aspartic acid, glutamic acid, histidine, citrul 
line, lysine) and an apolar Zwitterionic Substance (e.g. phe 
nylalanine, isoleucine, methionine, Valine, alanine, glycine, 
tryptophan, cysteine) or derivatives thereof (e.g. acetylphe 
nylalanine ethyl ester) yield the desired results according to 
the invention. It is easily possible to modify the process and 
to extend the list of Substances described in the examples. 
0.033 Particularly preferred biologically or therapeuti 
cally active materials are antibodies (monoclonal or poly 
clonal), enzymes and human proteins or human peptides 
Such as e.g. recombinant human erythropoietin (rh-EPO), 
recombinant human glanulocyte colony Stimulating factor 
(rh-G-CSF) or recombinant plasminogen activator (rPA), 
nGF, PTH, ularitides, plasmids, viruses, GUP, BP-5. 

0034 Preparations free of active substance were used to 
determine in which manner the addition of amino acids 
changes the drying of Sugar matrices. Example 1 shows that 
the addition of phenylalanine and arginine to maltose 
improves its drying properties depending on the added 
amount of these additives. The specific addition of these 
auxiliary Substances enables the glass transition temperature 
to be increased by over 65 K and the corresponding residual 
water content to be easily reduced to below 1% under the 
Same drying conditions. Example 1 shows that the proceSS 
employed in this case leads to the desired result within 48 
hours without any application of heat at all. Maltose without 
the auxiliary Substances added according to the invention 
has a residual water content of 7-8% under these conditions, 
the glass transition temperature (Tg) is below room tem 
perature and thus this System is not Suitable for Stabilizing 
proteins etc. 

0035. The production of preparations according to the 
invention composed of Sucrose and an amino acid from the 
group of amino acids Suitable according to the invention for 
the production of Stabilizing, partially amorphous products 
is able to avoid certain disadvantages with the formulation 
containing Sucrose while the intrinsic advantages of Sucrose 
can come fully into effect. In comparison to other Sugars 
mentioned in the literature Sucrose has a relatively low glass 
transition temperature at appropriately Standardized water 
contents. Therefore in producing dry preparations contain 
ing Sucrose it is particularly difficult to attain high TgSwhich 
are Substantially above the intended Storage temperature. In 
addition it is difficult to convert Sucrose at all into an 
amorphous form by evaporation drying, the Sugar readily 
crystallizes and thus readily forms a crystalline Structure that 
is unfavourable for Stabilizing active biological Substances. 
In addition it can be observed that amorphous Sucrose 
masses relatively rapidly form a large amount of crystals 
during the course of Storage and can completely crystallize 
after certain Storage periods. In this process Such a prepa 
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ration also loses its Stabilizing properties. All these prob 
lems, risks and deficiencies associated with the use of 
Sucrose can be eliminated by the addition according to the 
invention of amino acids of the appropriate group. In this 
connection the use of phenylalanine and arginine (example 
2) is particularly preferred. In the comparative example A it 
is shown that pure Sugar masses cannot be dried efficiently 
even when using longer drying periods. The improved 
drying effect of amino acids and Sugars can be achieved with 
individual amino acids as well as with amino acid mixtures. 
Examples 3 and 4 yield corresponding results for this with 
maltose and Sucrose Systems. Amino acids have also been 
found which do not have the improved drying effects e.g. 
histidine (comparative example B). Example 5 shows that, 
in addition to amino acids, their structurally related deriva 
tives can also have improved drying effects. The Selection of 
particular amino acids is described in detail but not in a 
limiting manner or completely comprehensively in example 
6. It should be noted that by far not every amino acid leads 
to the desired effect but only particular amino acids. Also the 
extent of the effects varies So that particularly preferred 
combinations or preparations can be mentioned. These are 
above all phenylalanine, tryptophan, leucine and isoleucine. 
Furthermore from example 1 and 6 it can be deduced that it 
is possible to mix amino acids while retaining the improved 
drying effect. Arginine alone does not have a positive effect 
but indeed in a mixture with phenylalanine. 
0036) The properties of amino acids during vacuum dry 
ing was investigated in order to determine whether prepa 
rations could also be obtained by means of amino acids 
which have a glass transition temperature above room 
temperature in the absence of a Sugar matrix. It was Sur 
prisingly found that a pure amino acid alone only forms 
crystalline Structures whereas certain amino acid Salts and 
mixtures of amino acids form glass-like matrices (compara 
tive example C and example 7). In order to produce amor 
phous Structures it is necessary to specifically Select different 
amino acids. It was Surprisingly found that amino acids can 
be divided into two groups which apparently have different 
properties. It is necessary to Select at least one amino acid 
from each group and to produce a corresponding mixture 
and to dry this. AS in the formulation of Sugar-amino acid 
mixtures it is also necessary in this case to have a certain 
mixing ratio in order to obtain preparations according to the 
invention (example 7). Then a matrix is obtained with 
amorphous components which is Suitable for Stabilizing 
active biological Substances. 
0037. The efficacy of the improved drying with regard to 
the actual goal of Stabilizing biologically active material as 
exemplified for proteins is demonstrated in detail in 
examples 8-12 and the comparative examples D - J. 
Examples 8 and 9 together with the comparative examples 
D - G describe the stabilization of rh-G-CSF, example 10 
and comparative example H of erythropoietin and examples 
11 and 12 and comparative examples I and J describe the 
Stabilization of lactate dehydrogenase. The Surprisingly Sub 
Stantially improved Storage Stability of the preparations 
according to the invention compared to vacuum-dried prepa 
rations without auxiliary Substances and other preparations 
is exemplified on the basis of Storage periods for a protein 
(rh-G-CSF, example 8 and 9 and comparative examples D, 
E and F, G), a glycoprotein (rh-EPO, example 10 and 
comparative example H) and an enzyme (LDH, examples 
11, 12 and comparative example I and J). The changes of 
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various rh-G-CSF preparations under Storage conditions at 
various temperatures is shown in the examples. Only prepa 
rations according to the invention i.e. partially amorphous 
glass-like preparations show no Significant degradation after 
Six months in the Storage temperature range of a few degrees 
Celsius (refrigerator) up to 40° C. (examples 8 and 9). 
Corresponding vacuum-dried preparations free of auxiliary 
Substances (comparative example D) show a significant 
decrease of monomers of up to 20% at room temperature and 
increased storage temperature (40 C.). Non-amorphous, but 
rather thick Viscous preparations already show significant 
decreases in their monomer concentration at room tempera 
ture after 5 weeks (comparative examples D +E). Crystalline 
preparations (comparative examples G and J) also show 
Significantly curtailed Storage periods. One can See by 
comparing example 8 and comparative example E that the 
addition of amino acids to maltose as Stabilizers increases 
the Storage period at an increased storage temperature (40 
C.) at which less than 10% of the monomers of G-CSF 
aggregate by more than 10-fold. Comparing example 9 with 
comparative example G shows that the Selection of the 
amino acids is also decisive for the greatly increased Storage 
period. A comparison of the proportion of monomers in the 
glycoprotein EPO (example 10, comparative example H) 
shows that preparations according to the invention at room 
temperature and increased Storage temperature are consid 
erably Superior to vacuum-dried EPO without auxiliary 
Substances. A 5-week Storage of the Sensitive enzyme LDH 
as preparations according to the invention (examples 11 and 
12) compared to vacuum-dried LDH without auxiliary Sub 
stances (comparative example I) and a crystalline prepara 
tion (comparative example J) shows that only preparations 
according to the invention can be stored at room temperature 
or higher storage temperatures (30 C.) without a drastic loss 
in activity. In this connection the additional Stabilization of 
the enzyme by the preparation according to the invention 
directly after preparation of the samples (activity at 0 weeks 
>80% compared to 65% with preparations without auxiliary 
Substances and 10% with crystalline preparations) is note 
Worthy. A typical time course of the drying process of a 
mixture according to the invention is exemplified in example 
13. 

0.038. In order to produce mixtures according to the 
invention of at least two amino acids to achieve rapid drying 
glass-like preparations at least one amino acid and deriva 
tives thereof must be selected from each of the following 
two groups: 

0039) group 1: arginine, aspartic acid, glutamic acid, 
histidine, citrulline, lysine, ornithine 

0040 group 2: phenylalanine, isoleucine, leucine, 
methionine, Valine, alanine, glycine, tryptophan, 
acetylphenylalanine ethyl ester, cysteine, Sarcosine. 

0041. The sole use of only one amino acid or several 
amino acids from only one of the two groups does not lead 
to the advantageous preparations according to the invention. 
Substance mixtures according to the invention can, as exem 
plified, be found by admixing various amounts of a Zwitte 
rion containing an apolar residue e.g. phenylalanine or 
derivatives thereof with a solution of a stabilizer of biologi 
cally or therapeutically active Substances. Subsequently 
DSC is used to check whether the mixtures dried at room 
temperature have a glass transition temperature which has 
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been increased by the Zwitterionic additive. In this proceSS 
the glass transition temperature has increased compared to 
preparations without additives according to the invention by 
10K, preferably by 20K and particularly preferably by 40K. 
The preparations that are advantageous according to the 
invention are partially amorphous, have a glass transition 
temperature above 4 C., preferably above 20° C. and 
particularly preferably above 40 C. and have corresponding 
residual moisture contents of less than 6%, preferably leSS 
than 4%. Their apparent density corresponding to the bulk 
density is at least 10%, preferably 50% higher than that of 
the corresponding lyophilisates. They retain their brittle, 
glass-like, compact, partially amorphous Structure for at 
least 2 weeks, preferably 2 months and particularly prefer 
ably 1 year. In addition their drying time (i.e. the time at 
which the same residual moisture is achieved) is preferably 
reduced by 25%, particularly preferably halved or even 
quartered compared to mixtures of Substances which contain 
only one carbohydrate or Zwitterion with an apolar residue. 
These mixtures of Substances can also be ground or other 
wise processed e.g. used in therapeutic agents or diagnostics 
in combination with common auxiliary Substances and car 
riers. Therapeutic agents are therapeutic preparations which 
contain one or Several therapeutically active agents in addi 
tion to common auxiliary Substances and additives. They can 
be present in the form of tablets, capsules or Solid Substances 
from which therapeutically active Solutions (e.g. infusion 
Solutions) are prepared by addition of liquid (e.g. Sterile 
water or buffer). In addition they are particularly suitable for 
administration as a Solid Substance by means of various 
processes e.g. as a nasal Spray, inhalate or transdermal 
powder etc. 

EXAMPLE 1. 

0042. Vacuum Drying of maltose-L-arginine-L-phenyla 
lanine Mixtures 

0043. A solution was prepared with a content of 50 mg 
maltose monohydrate and 0.1 mg polySorbate 80 per ml. 
Increasing amounts of L-arginine and L-phenylalanine in 
equal proportions (g/g) were then added to this. The Solu 
tions prepared in this manner were Sterilized by filtration 
(0.22 um cellulose nitrate filter) and then in each case 1 ml 
Solution was filled into 2 ml Vials and a freeze-drying 
Stopper was placed on them. The Samples prepared in this 
way were vacuum-dried in the same manner for 48 hours at 
20° C. under reduced pressure. After the drying the water 
content of the Samples was determined according to Karl 
Fischer and the glass transition temperature was determined 
by means of differential thermoanalysis (Perkin Elmer 
DSC7-heating rate of the samples=10 K/min). The mea 
Sured results show that the addition of certain amounts of the 
amino acids significantly changes the drying properties of 
the maltose. Above 7.5 mg of each amino acid the water 
content of the Samples decreases Significantly and the glass 
transition temperature increases correspondingly. At 10 mg 
each of L-arginine and L-phenylalanine values are achieved 
which cannot be increased further by further increasing the 
proportions of amino acid in the dry product. Increasing 
amounts of amino acids were added to the Sugar Solution 
containing 50 mg maltose monohydrate and 0.1 mg polySor 
bate 80 per ml. The products resulting after drying had the 
water contents and glass transition temperatures Stated here. 
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TABLE 1. 

residual glass transition 
L-arginine L-phenylalanine water content temperature 
Img/ml Img/ml % C. 

O O 7.68 12.86 
1. 1. 7.95 12.47 
2.5 2.5 7.71 1291 
5 5 7.75 13.67 
7.5 7.5 3.55 52.04 
1O 1O O.54 80.57 
12.5 12.5 O.76 73.14 

EXAMPLE 2 

0044. Vacuum Drying of Sucrose-L-arginine-L-phenyla 
lanine Mixtures 

0.045 Increasing amounts of L-arginine and L-phenyla 
lanine in equal proportions (g/g) were added to a Sucrose 
Solution which contained 50 mg. Sucrose and 0.1 mg polySor 
bate 80 per ml. The Samples were prepared as in example 1, 
dried and analysed. With amounts of up to 10 mg of each 
amino acid completely crystalline products were Qbtained. 
Partially amorphous products with a glass transition could 
only be identified above 10 mg L-arginine and 10 mg 
L-phenylalanine per ml. In this example not only the drying 
property of a Solution was improved by addition of amino 
acids but the System was converted into a partially amor 
phous State by this addition. Increasing amounts of amino 
acids were added to a Sugar Solution containing 50 mg 
Sucrose and 0.1 mg polySorbate 80 per ml. The products 
resulting after drying had the water contents and glass 
transition temperatures Stated here. 

TABLE 2 

residual glass transition 
L-arginine L-phenylalanine water content temperature 
Img/ml Img/ml % C. 

O O 2.97 crystalline 
1. 1. 1.11 crystalline 
2.5 2.5 3.46 crystalline 
5 5 6.11 crystalline 
1O 1O 3.43 18.56 
15 15 1.53 53.70 
2O 2O 1.60 58.78 

COMPARATIVE Example A 

0.046 Vacuum Drying of Pure Sugar Solutions 
0047 Amaltose monohydrate and a sucrose solution with 
a concentration of 50 mg/ml were prepared. These Sugar 
Solutions were then filtered, filled and analysed as described 
in example 1. It could be shown that even when dried for 72 
hours at 50 C. under reduced pressure it is not possible to 
dry 50 mg Sugar in a 2 ml vial to a Satisfactory residual 
moisture content so that the glass transition lies above 25 C. 
The maltose product had a Viscous consistency and had a 
residual water content of 6.4%. The glass transition was at 
20 C. In the case of Sucrose 6.0% residual water was still 
present, the glass transition was at 14 C. As a comparison 
the pure Sugar solutions were also dried for 48 hours at 20 
C. under reduced pressure. The resulting products were even 
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more moist and the glass transition was therefore even lower 
than the samples dried at 50° C. This experiment clearly 
shows that only by the addition of certain amino acids is it 
possible to dry Sugar layers in injection bottles or Similar 
containers to low residual moisture contents by means of 
Vacuum drying. Thus the improvement in the drying prop 
erties by the addition of amino acids is made clear. 

TABLE 3 

maltose SCOSC 
residual glass residual glass 
water transition water transition 

drying content temperature content temperature 

72 hat 6.4% 2O.O. C. 6.0% 14.0° C. 
50° C. 
48 h at 8.9% 6.1° C. 9.3% -1.8 C. 
20° C. 

EXAMPLE 3 

0048. Vacuum Drying of maltose-L-phenylalanine and 
maltose-L-isoleucine Mixtures 

0049. In this experiment binary mixtures of amino acids 
and maltose monohydrate were prepared. It is intended to 
examine whether the amino acids used in this case have the 
property to improve drying and how the improved drying 
effect depends on the quantity of the individual amino acids. 
Increasing amounts of L-phenylalanine or L-isoleucine were 
added to a Solution which contained 50 mg maltose mono 
hydrate per ml. The Solutions prepared in this way were 
sterilized by filtration (0.22 um cellulose nitrate filter) and 
then 1 ml of the Solution in each case was filled into 2 ml 
Vials and capped with freeze drying Stoppers. The Samples 
prepared in this manner were vacuum-dried for 48 hours at 
20° C. under reduced pressure. After drying the water 
content of each of the Samples was determined in quadru 
plicate according to Karl-Fischer and the glass transition 
temperature was determined by means of differential ther 
moanalysis (Perkin Elmer DSC7-heating rate of the 
Samples=10 K/min) of two Samples of each mixture. 
0050 a. Result maltose-L-phenylalanine 

0051. The measured results clearly show the positive 
influence of L-phenylalanine on the drying properties of 
maltose. Already Small amounts of L-phenylalanine are 
adequate to increase the glass transition temperature of a 
Sugar glass under constant drying conditions by ca. 50 C. 
(FIGS. 1a and 1b). The improved drying effect reaches a 
maximum at 10 mg/ml L-phenylalanine. No further 
improvement can be achieved by adding larger amounts of 
L-phenylalanine. Thus the addition of L-phenylalanine 
increased the glass transition temperature by ca. 80 C. 
compared to pure maltose. With large amounts of L-pheny 
lalanine (10-20 mg/ml) no differences with regard to the 
drying properties were discernible in this experiment. This, 
however, changes with Shortened drying periods. In this case 
an increase in the glass transitions can also be seen with 
increasing amounts of L-phenylalanine in the range 10-20 
mg per ml. Table 4 shows the amount of L-phenylalanine in 
the Sugar Solution and the resulting residual water content 
and glass transition temperature Tg. 
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TABLE 4 

glass transition 
L-phenylalanine residual water content temperature 

Img/ml % C. 

O 8.91 6.1 
5 3.21 62.8 
7.5 0.95 77.7 
1O 1.12 86.O 
15 O.99 85.2 
2O O.99 88.2 

0.052 In addition powder diffractograms of vacuum-dried 
phenylalanine, maltose and a mixture according to the 
invention of phenylalanine and maltose were recorded (FIG. 
2a, 2b, 2c). Pure phenylalanine shows a typical diffracto 
gram of a crystalline Substance (FIG. 2a) whereas maltose 
shows a diffractogram of an amorphous substance (FIG. 
2b). Only in the case of the mixture according to the 
invention are partially amorphous Structures formed that are 
recognizable as the discrete diffraction maxima on a broad 
background signal (FIG.2c). 
0.053 b. Result maltose-L-isoleucine 
0.054 Various amounts of L-isoleucine were added to a 
Stock Solution containing 50 mg maltose monohydrate per 
ml and the individual mixtures were dried at 20° C. An 
improved drying effect with an increasing amount of amino 
acid is clearly apparent. The addition of 20 mg/ml L-iso 
leucine (mixing ratio 5:2 by weight) increases the Tg of the 
maltose product by ca. 20 C. Table 5 shows the amount of 
L-isoleucine in the Sugar Solution and the resulting residual 
water content and the glass transition temperature Tg. 

TABLE 5 

glass transition 
isoleucine residual water content temperature 
Img/ml % C. 

O 8.91 6.1 
5 7.84 13.7 
1O 7.52 17.7 
15 6.77 19.4 
2O 5.34 24.7 

EXAMPLE 4 

0.055 Vacuum Drying of sucrose-L-leucine 
0056 Binary mixtures of Sucrose containing various 
amino acids were prepared in the following experiments. 
The aim was to check whether the amino acids used have an 
improved drying effect on Sucrose. Increasing amounts of 
L-leucine were added to a Solution that contained 50 mg 
Sucrose per ml. The Solutions were treated as described in 
example 3. 

0057 Result sucrose-L-leucine 
0.058 Sucrose forms a crystalline product with small 
amounts of L-leucine. This formation of crystals could also 
be observed in example 2 with L-arginine and L-phenyl 
alanine. Thus Sucrose forms crystalline products when it is 
mixed with certain amino acids. The pure Sugar and mixture 
with larger proportions of L-leucine form Systems with a 
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glass transition. This means that a partially amorphous 
Structure is present. This means that only concentrations of 
L-leucine above 15 mg/ml improve the drying properties of 
pure Sucrose and that the glass transition can be increased by 
addition of this amino acid by ca. 18 C. L-leucine is 
therefore an amino acid with an improved drying effect. 
Table 6 shows the amount of L-leucine in the Sugar Solution 
and the resulting residual water content and glass transition 
temperature Tg of the final products. 

TABLE 6 

glass transition 
L-leucine residual water content temperature 
mg/ml % C. 

O 9.34 -1.8 
5 6.23 crystalline 
1O 6.50 crystalline 
15 5.81 16.4 
2O 5.02 16.1 

COMPARATIVE EXAMPLEB 

0059 Vacuum Drying of sucrose-L-histidine Mixtures 

0060. The experiments were carried out as described in 
example 4. L-histidine was used instead of L-leucine. The 
mixture Sucrose-L-histidine forms amorphous products 
when dried in a vacuum in which no improved drying effect 
is observed. The Structures dry poorly independently of the 
mixing ratio and the residual water contents and glass 
transitions of the mixtures are of the same order of magni 
tude as the results of the pure Sugar. Consequently L-histi 
dine has no improved drying effect. Table 7 shows the 
amount of L-histidine in the Sugar Solution and the resulting 
residual water content and glass transition temperature Tg of 
the final products. 

TABLE 7 

glass transition 
L-histidine residual water content temperature 
mg/ml % C. 

O 9.34 -1.8 
5 11.23 -1.4 

2O 9.78 -2.6 

EXAMPLE 5 

0061 Vacuum Drying of Sucrose-L-tryptophan and 
sucrose-N-acetyl-L-phenylalanine ethyl ester (APE) Mix 
tureS 

0062) A solution containing 10 mg L-tryptophan per ml 
and a Solution containing 3 mg APE per ml were prepared 
in this experiment (APE only has a limited solubility in 
water). Sucrose was added in increasing amounts to both 
solutions. The solutions obtained in this way were treated 
and dried as described in example 3. A sucrose solution (50 
mg/ml) was dried under the same drying conditions as a 
comparison in this experiment. This had a residual water 
content of 9.98% and a glass transition of -6.25 C. in the 
final product. 
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0063 a. Table 8 shows the amount of Sucrose in the 
L-tryptophan Solution (10 mg/ml) and the resulting 
residual water content and glass transition temperature 
of the final products. 

TABLE 8 

glass transition 
Sucrose residual water content temperature 
Img/ml % C. 

2O 3.09 37.30 
40 4.19 22.51 
60 5.37 14.44 

0064 b. Table 9 shows the amount of sucrose in the 
APE solution (3 mg/ml) and the resulting residual 
water content and glass transition temperature of the 
final products. 

TABLE 9 

glass transition 
Sucrose residual water content temperature 
Img/ml % C. 

1O 6.15 13.3 
40 8.33 1.4 

0065. The results show that both substances examined, 
L-tryptophan and APE, exhibit an improved drying effect. 
The glass transition temperature of the partially amorphous 
product can be increased by ca. 45 C. with constant drying 
conditions using L-tryptophan. It is possible to increase the 
glass transition temperature by 20 C. with constant drying 
conditions using APE. 

EXAMPLE 6 

0.066 Vacuum Drying of other Sugar-amino Acid Mix 
tureS 

0067 Binary mixtures of maltose monohydrate or 
Sucrose were prepared with one L-amino acid in this experi 
ment. In this case amino acids were added to the Sugar 
Solution at weight ratioS of Sugar to amino acid of 5:2 to 1:1. 
The aim was to check whether the respective amino acid 
exhibited an improved drying effect with the corresponding 
Sugars. The Solutions were prepared, treated and dried as 
described in example 4. In detail these were the following 
mixtures: 

0068 a. Mixtures Containing Maltose Monohydrate 

TABLE 10 

Glass 
Amino acid Amount of Amount of Residual water transitio 
used AA mg/ml) sugar mg/ml content % C. 

50 8.91 6.1 
L-arginine 1O 50 8.10 10.3 
L-arginine 2O 50 8.63 7.1 
L-leucine 2O 50 S.42 2O.9 
L-leucine 2O 2O 1.87 56.05 
L-histidine 2O 50 9.78 5.3 
L-isoleucine 2O 2O 3.12 37.9 
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TABLE 10-continued 

Glass 

Amino acid Amount of Amount of Residual water transitio 

used AA mg/ml) sugar mg/ml content % C. 

L-methionine 15 3O 7.45 9.7 

L-methionine 2O 2O 2.70 34.4 

L-valine 2O 2O 4.93 18.8 

0069 b. Mixtures Containing Sucrose 

TABLE 11 

amount of amount of glass 
amino acid AA Sugar residual water transition 
used Img/ml mg/ml content % C. 

50 9.34 -1.8 
L-alanine 15 3O 6.04 2.8 
L-alanine 2O 2O 4.46 11.7 
L-glycine 2O 2O 4.47 5.3 
L-phenylalanine 2O 50 1.12 62.7 
L-serine 15 3O 11.77 -15.1 
L-serine 2O 2O 10.61 -14.4 

0070 The results of the drying show that L-histidine has 
no positive influence on the drying properties of Sugars 
(Table 10). L-serine even worsens the drying of Sugars 
further (Table 11). L-leucine, L-isoleucine and L-methionine 
have an improved drying effect (Table 10). This becomes 
clear when increasing amounts of these amino acids are 
added to the Sugar Solution. L-valine and L-alanine are 
found only to improve drying when there are large amounts 
of amino acid in the product, L-arginine and L-glycine have 
a weakly positive influence. The very good effect of L-phe 
nylalanine on the drying behaviour is also apparent in binary 
mixtures with Sucrose (Table 11). The product dries well and 
has a very high glass transition. 

COMPARATIVE Example C 

0071 Vacuum Drying of Amino Acid Solutions or of 
Solutions of Amino Acid Salts 

0072 Solutions were prepared of individual amino acids 
or salts of individual amino acids and sterilized by filtration 
(0.22 um cellulose nitrate filter). 1 ml of each solution was 
dispensed into 2 ml vials and capped with freeze-drying 
Stoppers. The Samples prepared in this manner were 
vacuum-dried for 48 hours at 20° C. under reduced pressure. 
After drying the water content of the Samples was deter 
mined according to Karl-Fischer and the glass transition 
temperature was determined by means of differential ther 
moanalysis (Perkin Elmer DSC7-heating rate of the 
samples=10 K/min). The following solutions were dried and 
the Stated residual water contents and DSC measuring 
results were obtained: 
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0073 b. Salts of Amino Acids 

TABLE 13 

residual DSC 
water measuring 

concentration pH content result 

amino acid mol/l Img/ml value % C. 

L-arginine 0.25 43.55 2.70 6.46 3.51 
HC1 O.30 O.93 
L-arginine 0.25 43.55 6.81 3.3 5.17 
HPO O.15 4.7O 
L-arginine 0.25 43.55 2.89 3.24 6.67 
HSO O.15 4.71 
L-arginine 0.25 43.55 2.58 2.66 crystalline 
HNO, O.30 8.90 
L-arginine 0.25 43.55 5.24 11.04 crystalline 
acetic acid O.30 8.0 
L-aspartic O.12 5.97 4.97 9.65 27.7 
acid NaOH O.12 4.8 
L-glutamic O.12 7.66 5.14 14.69 5.5 
acid NaOH O.12 4.8 
L-ornithine O.24 40.47 5.39 0.4 crystalline 
HC1 

0.074 The result shows that amino acids are present in a 
crystalline form after vacuum drying. Only Salts of basic and 
acidic amino acids form amorphous Structures during these 
drying conditions which, however, dry extremely poorly and 
their glass transition temperature lies below room tempera 
ture under the Selected conditions. 

EXAMPLE 7 

0075 Vacuum Drying of L-arginine-L-phenylalanine 
mixtures and an L-arginine-L-isoleucine Mixture 

0.076. In this experiment various mixtures of L-arginine 
and L-phenylalanine were prepared, treated, dried and 
examined as in comparative example C. Specifically the 
following binary mixtures were prepared and dried: 

TABLE 1.4 

residual glass 
molar water transition 
mixing L-arginine L-phenylalanine content temperature 

ratio mol/l mg/ml) mol/l mg/ml 76 C. 

1:1 O.12 2O.90 O.12 19.82 2.27 59.5 
2:1 O16 27.87 O.08 13.21 9.32 1.7 
3:1 O.18 31.35 O.O6 9.91 9.40 2.8 
4:1 O.192 3344 O.048 7.928 9.96 1.3 
5:1 O.2O 3483 O.04 6.61 10.73 O.O 
6:1 O.2O6 35.88 O.O34 5.61 1O.O3 1.3 
7:1 O.21 36.58 O.O3 4.96 11.38 1.O 
1:2 O.O6 10.45 O.12 19.82 2.85 47.2 
1:3 O.04 6.97 O.12 19.82 3.43 46.2 
1:4 O.O3 5.23 O.12 19.82 3.66 43.45 

0077. This experiment shows that by mixing two amino 
acids which if dried alone would result in crystalline prod 
ucts it is possible to produce partially amorphous Structures. 
In the Selected mixing ratios these dry So well that partially 
amorphous Structures with a high glass transition tempera 
ture and a low residual water content result. 
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0078. It is interesting that there is an optimal mixing ratio 
with the highest glass transition. Within this experiment a 
further solution was prepared which contained 0.15 mol/l 
L-arginine and L-isoleucine. 

TABLE 1.5 

residual glass 
molar water transition 
mixing L-arginine L-isoleucine content temperature 

ratio mol/l mg/ml) mol/l mg/ml 76 C. 

1:1 O.15 26.13 O.15 19.68 1.05 53.27 

0079. In this case a product resulted with a glass transi 
tion of 53.27 C. and 1.05% residual water content. By 
mixing two amino acids it was possible to construct a 
partially amorphous Structure which can be readily dried; the 
glass transition temperature was increased by ca. 50 C. 
compared to arginine Salts of mineral acids (comparative 
example C). 

EXAMPLE 8 

0080 rh-G-CSF vacuum-dried in a Maltose Formulation 
Containing L-arginine and L-phenylalanine 
0081. A solution containing 50 mg maltose, 10 mg 
L-phenylalanine and 10 mg L-arginine per ml was prepared. 
In addition this solution contained 0.1 mg polysorbate 80 
and 0.35 mg rh-G-CSF per ml. The pH value of the 
formulation was adjusted to pH 7.4 with hydrochloric acid. 
The proteinaceous Solution was prepared under aseptic 
conditions and sterilized by filtration (polyvinylidene dif 
luoride filter 0.22um). Then in each case 1 ml of the solution 
was dispensed into 2 ml vials. The filled vials provided with 
freeze drying Stoppers were then dried isothermally for 48 
hours at 20° C. under reduced pressure. A dry product 
resulted with a residual water content of 1.16% and a glass 
transition temperature of 75 C. The samples prepared in this 
manner were Stored at various temperatures and the protein 
Stability was assessed after various Storage periods. 
0082 In the case of rh-G-CSF the proportion of dimer 
that has formed in the manufactured product is a good 
criterium for assessing the Stability of the product. Therefore 
the amounts of monomer and dimer determined by means of 
exclusion chromatography (4 single measurements per con 
dition) are a measure for the Stabilizing action of our 
preparations produced by drying. In exclusion chromatog 
raphy protein molecules are separated in a dissolved State 
according to their particle size i.e. high molecular compo 
nents (dimers) are separated from rh-G-CSF monomers. The 
examination (HP-SEC) was carried out on a HPLC system 
from Shimadzu using a coolable autosampler (Waters TM 
717). ATSK gel G2000 SW (7.5x300) column from the 
ToSoHaas company was used as the Separating column. The 
Separated components were detected photometrically at 214 
nm (Shimadzu photometer LC-GA). A 0.1 m sodium-potas 
sium phosphate buffer pH 6.2 was used as the mobile solvent 
which was applied at a flow rate of 0.6 ml/min at room 
temperature. The Samples to be examined were dissolved 
with redistilled water in Such a way that the initial concen 
tration was again prepared (addition of 1 ml). These dis 
Solved Samples were then Stored in the autoSampler cooled 
to 6 C. until examination. The amount of injected Sample 
was 20 ul (=7 Ag G-CSF), the running time of the sample 
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was 32 min. The results were evaluated using the G-CSF 
working Standard. In order to additionally qualitatively 
evaluate the products, SDS gel electrophoresis with silver 
Staining was carried out additionally for each quantity 
determination. The results of the SDS gel electrophoresis are 
shown in example 8b FIG. 9. In acqueous solutions the 
protein denatures completely within a few hours attempera 
tures between 45° C. and 47 C. With this formulation it was 
possible to Stabilize the protein for weeks even at a Storage 
temperature of 50° C. 

0083) a. Stability of rh-G-CSF in a Vacuum-Dried Mal 
tose Formulation Containing L-arginine and L-phenylala 
nine. 

TABLE 16 

Monomer contents obtained in a HP-SEC are 
stated in % 

Storage 
period Storage temperature 

weeks KS RT 30° C. 40° C. 50° C. 

O 99.83% 
5 99.94% 99.93% 99.86% 99.89% 99.87% 
13 99.83% 99.86% 99.88% 99.83% 99.83% 
26 99.76% 99.75% 99.55% 99.36% 99.21% 
39 99.68% 96.73% 96.40% 93.81% 89.27% 
52 98.34% 94.81% 94.70% 91.27%. 86.27% 

KS = refrigerator temperature = 4-6. C. 
RT = room temperature = 20-22 C. 

0084. The results of the exclusion chromatography 
clearly show that this formulation enables the stabilization 
of the protein rh-G-CSF over a longer time period in such a 
Vacuum-dried preparation. The experiment shows that it is 
possible to stabilize rh-G-CSF below the glass transition 
temperature in a vacuum-dried, partially amorphous maltose 
formulation containing L-arginine and L-phenylalanine. 

0085 b. Review of the Results of the SDS gel Electro 
phoresis of all Formulations Which Contained the Active 
Substance rh-G-CSF. 

0.086 Firstly polyacrylamide gels containing SDS were 
prepared the Separating gel of which contained 15 acryla 
mide and the collecting gel of which contained 3% acryla 
mide and 1% sodium dodecylsulfate (SDS). The preparation 
of the Samples was Such that 1 mixed Sample was prepared 
from 3 injection bottles. Subsequently this sample solution 
was diluted with a sample buffer containing dithiothreitol 
(DTT) and bromophenol blue so that an rh-G-CSF concen 
tration of 150 Ag/ml resulted. The samples were denatured 
for 5 min at 95 C. in a pre-heated heating block. The 
proteins “Combithek calibration proteins for chromatogra 
phy MW 18000-300000” from Boehringer Mannheim were 
used as calibration proteins. These were prepared and treated 
exactly as the rh-G-CSF samples. In addition an rh-G-CSF 
working Standard was prepared which was used as a com 
parison. The gel electrophoresis was carried out by means of 
a Midget gel electrophoresis unit (Pharmacia-LKB 2050) 
and an accompanying Voltage instrument. After the electro 
phoresis buffer had been filled, 20 ul sample (i.e. 3 ug 
rh-G-CSF) was filled into each gel pocket. After closing the 
gel electrophoresis chamber and turning on the water cool 
ing a Voltage of 80 V was applied which was increased to 

Mar. 27, 2003 

130 V after the collecting gel was passed. Shortly before the 
bromophenol blue band reached the end of the gel the 
electrophoresis was ended. The gels were removed from the 
chamber and washed briefly with redistilled water. Then a 
Silver Staining was carried out according to the accompany 
ing instructions using a Daiichi 2D Silver Stain II kit. After 
the Staining was completed the gels were evaluated optically. 

TABLE 1.7 

Results of the gel electrophoresis 

Lane Preparation Visual result 

1. calibration proteins 
2 example 8: maltose formulation only monomers 

containing L-arginine and L 
phenylalanine 

3 comparative example D: drying monomers and 
without auxiliary substances dimers 

4 comparative example E: pure monomers, dimers 
maltose formulation and trimers 

calibration proteins 
6 example 9: Sugar-free only monomers 

formulation containing L 
arginine and L-phenylalanine 

7 comparative example F: L- monomers and 
arginine formulation dimers 
containing phosphoric acid 

8 comparative example G: monomers, dimers 
crystalline L-valine-L- and degradation 
glycine formulation products 

0087. In this investigation the formulations of examples 
8 and 9 only show monomers. In the comparative examples 
D and F dimers are also present in addition to the monomer; 
and in example E trimers are additionally detected. In the 
crystalline L-valine-L-glycine preparation of comparative 
example G one also sees two degradation products whose 
molecular mass is Smaller than that of the monomer and 2 
weak bands of degradation products whose molecular mass 
lies between that of the monomer and the dimer. 

0088. This sensitive method enables degradation and 
aggregation products of the monomer which were present in 
amounts of >1% to be visualized very well. 

COMPARATIVE Example D 

0089. Vacuum Drying of rh-G-CSF Without Addition of 
Auxiliary Substances 

0090. In this experiment a solution was prepared which 
only contained the protein rh-G-CSF at a concentration of 
0.35 mg/ml in a dilute phosphate buffer (ca. 0.01 m). This 
protein Solution was prepared, treated and analysed as 
described in example 8. In this preparation it was not 
possible for technical reasons to determine the residual 
water content and glass transition temperature of the final 
products. Stability data for vacuum-dried rh-G-CSF without 
auxiliary Substances. 
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TABLE 1.8 

The amounts of monomer obtained in the HP 
SEC are stated in % 

Storage 
period Storage temperature 

weeks KS RT 40° C. 

O 97.84% 
5 94.90% 94.53% 93.96% 
13 91.31% 89.66% 78.23% 
26 80.06% 73.60% 52.22% 

KS = refrigerator temperature = 4-6. C. 
RT = room temperature = 20-22 C. 

0.091 The stability data for the pure protein show very 
clearly the Stabilizing effect of the auxiliary Substances of 
the formulation described in example 8. Also in the case of 
this formulation SDS gel electrophoresis with silver staining 
was carried out in each investigation. See example 8 b for 
the results. 

COMPARATIVE Example B 

0092 rh-G-CSF Vacuum-Dried in a Pure Maltose For 
mulation 

0093. A solution containing 50 mg maltose monohydrate, 
0.1 mg polysorbate 80 and 0.35 mg rh-G-CSF per ml was 
prepared. The pH value of the formulation was adjusted to 
7.4 using Sodium hydroxide Solution. The Starting Solution 
and the final products were prepared, treated and analysed as 
described in example 8. AS has already been shown in 
example 1 it is difficult to dry maltose within 48 hours to a 
low residual moisture content without addition of amino 
acids. Therefore products are formed with a residual water 
content of 10.43% and a glass transition temperature of -2 
C. At the Storage temperatures, i.e. above the glass transi 
tion, no amorphous brittle glass was present but instead a 
highly viscous, glutinous mass. Stability of rh-G-CSF in a 
Vacuum-dried maltose preparation without amino acids. 

TABLE 1.9 

The amounts of monomer obtained in the HP 
SEC are stated in % 

Storage 
period Storage temperature 

weeks KS RT 30° C. 40° C. 50° C. 

O 97.99% 
5 98.26% 96.82% 93.91%. 67.45%. 42.63% 
13 97.15% 90.49% 73.70%. 30.05%. 18.52% 
26 97.05% 88.23% 71.32%. 22.30% 15.27% 

0094) For the results of the SDS gel electrophoresis see 
example 8b. The result shows that it is not advantageous to 
store rh-G-CSF in a Sugar mass without amino acids. The 
Stability is significantly lower than in a vacuum-dried bulk 
(comparative example D) and in an optimized vacuum-dried 
formulation (example 8). This experiment clearly shows the 
necessity of adding amino acids to Sugars when Vacuum 
drying in order to obtain products with high glass transitions 
in which the protein is then stabilized by the amorphous 
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Supporting Structure of auxiliary agent. Storing the products 
below the glass transition temperature proves to be neces 
sary for the stabilization of the active substance. It should 
also be noted that maltose had completely crystalized after 
4 weeks in those samples that had been stored at 40 and 50 
C. Such physical changes in the Samples during Storage 
should be avoided; they accelerate the decrease in the 
monomer COIntent. 

EXAMPLE 9 

0.095 rh-G-CSF in a Vacuum-Dried Sugar-Free L-Argi 
nine-L-Phenylalanine Formulation 
0096] A solution containing 20 mg L-arginine and 20 mg 
L-phenylalanine, 0.1 mg polysorbate 80 and 0.35 mg rh-G- 
CSF per ml was prepared. After the pH value had been 
adjusted to pH 7.4 with hydrochloric acid, the solution was 
treated, dried and analysed as described in example 8. After 
the drying was completed, a homogeneous product was 
present with a glass transition temperature of 77.0C and a 
residual water content of 1.30%. Stability of rh-G-CSF in a 
Vacuum-dried arginine-phenylalanine formulation. 

TABLE 2.0 

The amounts of monomer obtained in the HP 
SEC are stated 

Storage 
period Storage temperatures 

weeks KS RT 3O C. 40° C. 60° C. 80° C. 

O 99.57% 
4 99.36% 99.36% 99.50% 99.81% 96.56%, 1.44% 
13 99.17% 99.31% 99.40% 99.64% 
26 98.64% 98.62% 96.52% 91.06% 
39 99.64% 94.18% 88.99%, 79.05% 

KS = refrigerator temperature = 4-6. C. 
RT = room temperature = 20-22 C. 

0097. The results of the stability examination clearly 
show that this formulation enables the protein rh-G-CSF to 
be Stabilized over a longer time period in a partially amor 
phous vacuum-dried amino acid formulation provided the 
Storage temperatures lie Significantly below the glass tran 
Sition temperatures (cfalso comparative example C). Stor 
age at 80° C. compared to storage at 60° C. shows this 
phenomenon relative to the glass transition at 77 C. 
0098. In order to additionally evaluate the products quali 
tatively SDS gel electrophoresis with silver staining was 
carried out for each determination of content. The results of 
this SDS gel electrophoresis are shown in example 8b. The 
Same formulation was also stored for one year at various 
temperatures. The result is shown in Table 20a. 

Monomer 
Water content Tg content 

% C. G-CSF 9% 

Start O.77 82.1 99.82 
After 52 weeks: 

KS 1.2O 79.52 98.34 
RT 2.08 69.47 94.81 
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-continued 

Monomer 
Water content Tg content 

% C. G-CSF 9% 

30° 2.21 67.91 94.70 
40° 2.32 67.36 91.27 
50° 240 68.63 86.26 

KS = refrigerator temperature = 4-6. C. 
RT = room temperature = 20-22 C. 

0099. The experiment shows that it is possible to stabilize 
rh-G-CSF in a vacuum-dried partially amorphous L-argin 
ine-L-phenylalanine formulation below the glass transition 
temperature. 

COMPARATIVE Example F 
0100 rh-G-CSF in a Vacuum-Dried L-Arginine Formu 
lation Containing Phosphoric Acid 
0101 A Solution containing 40 mg L-arginine, 0.1 mg 
polysorbate 80 and 0.35 mg rh-G-CSF per ml was prepared. 
After the pH value had been adjusted to pH 7.4 with 
phosphoric acid, the Solution was treated, dried and analysed 
as described in example 8. The dried final product had a 
residual water content of 3.59% and a glass transition 
temperature of 8.6 C. This product was therefore present as 
a highly viscous, Viscoplastic mass and not as a brittle 
amorphous glass after the drying was completed at room 
temperature. Stability of rh-G-CSF in a vacuum-dried 
L-arginine formulation. 

TABLE 21 
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COMPARATIVE Example G 
0103 rh-G-CSF Vacuum-Dried in a Crystalline L-Valine 
Glycine Formulation 
0104 0.35 mg rh-G-CSF per ml was added to a solution 
which contained 20 mg of L-valine and glycine and 0.1 mg 
polysorbate 80 per ml and whose pH value was adjusted to 
pH 7.4 with sodium hydroxide solution. The finished solu 
tion was treated, dried and analysed as described in example 
8. The examination after the end of drying shows that the 
finished Samples were a crystalline product having a residual 
water content of 0.82%. Stability of rh-G-CSF in a vacuum 
dried crystalline L-valine-glycine formulation. 

TABLE 22 

The amounts of monomer obtained in the HP 
SEC are stated in % 

Storage 
period Storage temperatures 

weeks KS RT 3O C. 40° C. 60° C. 80° C. 

O 94.36% 
4 89.93% 89.66% 84.26% 72.47%. 44.54%. 27.44% 
13 74.14% 73.91%. 64.90%, 46.82% 
33 73.75% 70.04% 54.93%, 40.40% 

KS = refrigerator temperature = 4-6. C. 
RT = room temperature = 20-22 C. 

0105. This result clearly shows that a crystalline amino 
acid formulation is not able to stabilize rh-G-CSF even at 
low residual water contents. The destabilizing effect of Such 

The amounts of monomer obtained in the HP-SEC are stated in % 

Storage 
period Storage temperatures 

weeks -20° C. KS RT 30° C. 40° C. 60° C. 

O 99.60% 

4 99.57% 99.60% 99.37% 99.34% 99.20% 89.46% 
13 99.75% 98.17% 98.06% 97.31% 93.41% 

33 99.28% 99.30% 99.21% 97.86% 93.02% 

0102 One does not achieve the same stabilizing effect 
that is obtained in a dry partially amorphous glass (example 
8 and 17). This shows the importance of skilfully mixing the 
auxiliary Substances in order to improve their drying prop 
erties during vacuum drying and thus obtain partially amor 
phous glasses at room temperature. This is particularly 
apparent at higher temperatures (30 and 40° C.). The 
Stability is increased in this material compared to the 
Vacuum-dried active Substance without auxiliary Substances 
(see comparative example D). In order to additionally evalu 
ate the products qualitatively an SDS gel electrophoresis 
with Silver Staining was carried out for each determination of 
content. The results of this SDS gel electrophoresis are 
shown in example 8b. 

80° C. 

31.81% 

a formulation is clearly shown when compared with the 
vacuum-dried rh-G-CSF without auxiliary substances (see 
comparative example D). 
0106. In order to be able to evaluate the products quali 
tatively SDS gel electrophoresis with silver staining was 
additionally carried out for each determination of content. 
The results of this SDS gel electrophoresis are shown in 
example 8b. 

EXAMPLE 10 

0107 Vacuum Drying of Erythropoietin in a Sucrose 
Formulation Containing L-Arginine and L-Phenylalanine 
0108) A solution containing 50 mg. Sucrose, 10 mg of 
L-arginine and L-phenylalanine and 0.1 mg polySorbate 20 
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per ml was prepared. 5000 U erythropoietin (EPO) per ml 
were added to this Solution and the pH value was adjusted 
to pH 7.2 with phosphoric acid. The solution was treated and 
dried as described in example 8. A dry partially amorphous 
product resulted having a residual water content of 0.56% 
and a glass transition temperature of 86.6 C. In the case of 
EPO the proportion of dimers that have formed in the 
manufactured product is a good criterium for the assessment 
of the stability of the product. The amounts of monomers 
and dimerS determined by means of exclusion chromatog 
raphy (3 Single measurements per condition) are therefore a 
measure for the Stabilizing effect of our preparations pre 
pared by drying. 
0109. In exclusion chromatography protein molecules are 
Separated in a dissolved State on the basis of their particle 
Size i.e. high molecular components (dimers) are separated 
from EPO monomers. The examination (HP-SEC) was 
carried out on a HPLC system from Shimadzu using an 
autosampler (Gilson Abimed 231). ATSK gel G3000 SWXL 
(7.8x300mm) column from the TosoHaas Co. was used as 
a separation column. The Separated components were 
detected photometrically at 280 nm (Merck fluorescence 
spectrophotometer 820 FP). A 0.41 m sodium-potassium 
phosphate buffer containing sodium chloride pH 7.3 was 
used as the mobile solvent applied at a flow rate of 0.6 
ml/min at room temperature. The Samples to be examined 
were dissolved with redistilled water in such a way that the 
initial concentration was prepared again (addition of 1 ml). 
These dissolved Samples were then Stored in the autoSampler 
until the examination. The injected amount of Sample was 
100 ul (=2 ug EPO), the run time of a sample was 25 min. 
The results were evaluated using an EPO working standard. 
0110 Stability of EPO in a vacuum-dried Sucrose formu 
lation containing L-arginine and L-phenylalanine. 

TABLE 23 

The amounts of monomer obtained in the HP 
SEC are stated in % 

Storage 
period Storage temperature 

weeks KS RT 40° C. 

O 100% 
4 100% 100% 100% 
9 100% 100% 100% 
13 100% 100% 100% 
26 100% 100% 99.9% 

KS = refrigerator temperature = 4-6. C. 
RT = room temperature = 20-22 C. 

0111. The result shows that it is possible to stabilize EPO 
by vacuum drying using the auxiliary Substance combination 
Selected in this case. In order to additionally qualitatively 
evaluate the products SDS gel electrophoresis with silver 
Staining was carried out for each determination of content. 
The gel preparation, electrophoresis procedure and Staining 
the gels were carried out as described in example 8 b. The 
Samples were prepared in Such a way that one mixed Sample 
was prepared from 3 injection bottles. Subsequently this 
Sample Solution was diluted with Sample buffer containing 
bromophenol blue resulting in an EPO concentration of 20 
Ag/ml. The samples were denatured for 5 minutes at 95 C. 
in a preheated heating block. A “Bio-Rad Standard Low” 
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was used as the calibration proteins. This was prepared and 
treated exactly as the EPO samples. In addition an EPO 
working Standard was prepared which was used as a com 
parison. The gel electrophoresis was carried out by means of 
a Midget gel electrophoresis unit (Pharmacia LKB 2050) 
and an accompanying Voltage instrument. After it had been 
filled with electrophoresis buffer, 20 ul sample (i.e. 400 ng 
EPO) was filled into each gel pocket. The gels were 
observed visually after the Staining was complete and the 
gels were photographed. Using this Sensitive method it was 
possible to visualize very well the degradation and aggre 
gation products of the monomer which were present in 
amounts >1%. 

0112 Result of the electrophoresis 
0113. In the formulation described here only one mono 
mer band corresponding to the working Standard was 
detected in the gel in all the samples after 9 weeks. This 
emphasizes the Stability of the protein in this formulation. 

COMPARATIVE Example H 
0114 Vacuum Drying Erythropoietin Without Addition 
of Auxiliary Substances 
0.115. In this experiment a starting solution was prepared 
which only contained the active substance EPO (50000 
U/ml) in a dilute phosphate buffer (ca. 5 mM). The solution 
was prepared, treated and dried as described in example 8. 
0116. In this formulation is was not possible for technical 
reasons to determine the residual water content and the glass 
transition temperature of the final products Since the 
amounts present in the vial were too low (ca. 0.2 mg). The 
Stability of the protein was evaluated by means of exclusion 
chromatography as described in example 10. 
0117 Stability of EPO vacuum-dried without auxiliary 
Substances 

TABLE 24 

The amounts of monomer obtained in the HP 
SEC are stated in % 

Storage 
period Storage temperature 

weeks KS RT 40° C. 

O 99.5% 
4 98.6% 94.4% 88.0% 
9 96.0% 89.0% 75.0% 
13 95.7% 87.0% 76.3% 
26 94.7% 88.2% 66.6% 

KS = refrigerator temperature = 4-6. C. 
RT = room temperature = 20-22 C. 

0118. An SDS gel electrophoresis with silver staining 
was also carried out for each determination of content. 
Preparation of the gels, preparation of the Samples, electro 
phoresis procedure and Staining of the gels was carried out 
as described in example 10. After Staining the gels it was 
possible to clearly detect a dimer band in all Samples at each 
Storage temperature in addition the monomer band corre 
sponding to the band of the working Standard. This experi 
ment clearly shows the Stabilizing effect of the auxiliary 
substance combination used in example 10. The stability of 
the pure active Substance in this example is clearly reduced 



US 2003/0059468 A1 

compared to the Stability of the active Substance in the 
formulation of example 10; it is possible to observe the 
formation of dimers. The higher the Storage temperature the 
more Significant is the protective effect of the Selected 
combination of auxiliary Substances in experiment 10. 

EXAMPLE 11 

0119 Lactate Dehydrogenase Vacuum Dried in a Formu 
lation Containing maltose-L-arginine and L-phenylalanine 
0120) A solution containing 50 mg maltose monohydrate, 
10 mg L-arginine and 10 mg L-phenylalanine per ml was 
prepared. Lactate dehydrogenase (LDH) was added to this 
solution so that a protein activity of 165 U/ml resulted. The 
pH value of the solution was adjusted to pH 7.0 using 
phosphoric acid. The Solution was prepared, treated and 
dried as described in example 8. After drying a homoge 
neous product with a glass transition temperature of 96 C. 
and a residual water content of 0.82% was present. The final 
Samples were Stored at various temperatures and the protein 
activity was evaluated after various Storage periods. In the 
case of LDH the enzymatic activity was used as a measure 
of the protein stability. This determination was carried out 
photometrically. In a sample solution pyruvate and NADH 
are reduced to lactate and NAD by the catalytic action of 
LDH. The decrease in the NADH content in the Solution can 
be monitored photometrically (0=365 nmi; e=3.4 cm/umol). 
The activity was measured in 100-fold or 200-fold diluted 
Starting Solutions in a plastic cuvette (path length=1 cm) 
(PerkinElmer 552 UV/VIS spectrophotometer). It was pos 
sible to calculate the protein activity of the LDH by the 
decrease per time unit. Stability of LDH in a vacuum-dried 
maltose formulation containing L-arginine and L-phenyla 
lanine. The activity of the Starting Solution corresponded to 
a value of 100%. 

TABLE 25 

The activity is stated in % as obtained in 
the examination 

Storage 
period Storage temperature 

weeks KS RT 30° C. 40° C. 50° C. 

O 85.3% 
5 87.81% 87.45 81.15% 80.42% 64.42% 
13 83.28% 79.41%. 78.79%. 61.74% 

KS = refrigerator temperature = 4-6. C. 
RT = room temperature = 20-22 C. 

0121 The experiment clearly shows the stabilizing effect 
of the formulation for the very sensitive protein LDH. 

COMPARATIVE Example I 

0122) Vacuum Drying of Lactate Dehydrogenase Without 
Addition of Auxiliary Substances 
0123. In this experiment a solution of the pure active 
Substance lactate dehydrogenase (LDH) with an activity of 
136 U/ml was prepared in a dilute phosphate buffer (8 mM). 
The Solution was prepared treated and dried as described in 
example 8. In this formulation it was not possible for 
technical reasons to determine the residual water content and 
the glass transition temperature of the final products since 
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the amounts present in the Vial were too low (ca. 0.2 mg). 
The stability of the protein was evaluated as described in 
example 11. Stability of LDH vacuum-dried without auxil 
iary Substances. The activity of the Starting Solution corre 
sponded to a value of 100%. 

TABLE 26 

The activity is stated in % as obtained in 
the examination 

Storage 
period Storage temperature 

weeks KS RT 40° C. 

O 64.52% 
5 66.54% 23.03% 1.57% 
13 50.63% 6.81% O% 

KS = refrigerator temperature = 4-6. C. 
RT = room temperature = 20-22 C. 

0.124. This experiment clearly shows the stabilizing effect 
of the auxiliary Substance combination used in example 11. 
The Stability of the pure active Substance in this example is 
considerably lower than the stability of the active substance 
in the formulation of example 11. The higher the Storage 
temperature, the more significant is the protective effect of 
the Selected combination of auxiliary Substances in example 
11. The difference between the stability of the pure protein 
and the protein dried in an auxiliary Substance combination 
is most pronounced for LDH. 

EXAMPLE 12 

0.125 Lactate Dehydrogenase in a Sugar-Free, Vacuum 
Dried L-arginine-L-phenylalanine Formulation 
0.126 A stock solution was prepared containing 20 ml 
L-arginine and 20 mg L-phenylalanine per ml. Lactate 
dehydrogenase (LDH) was added to this after adjusting the 
pH value to pH 7.0 with phosphoric acid so that a starting 
solution was obtained having a protein activity of 168 U/ml. 
The Solution was prepared, treated and dried as described in 
example 8. After drying a homogeneous product was present 
with a glass transition temperature of 103.9. C. and a 
residual water content of 1.18%. The final samples were 
Stored at various temperatures and the protein activity was 
evaluated at various Storage periods. The protein analysis 
was carried out as described in example 11. Stability of LDH 
in a vacuum-dried Sugar-free L-arginine-L-phenyl-alanine 
preparation. The activity of the Starting Solution before 
drying corresponded to a value of 100%. 

TABLE 27 

The enzyme activity is stated in % as 
obtained in the activity test 

Storage 
period Storage temperature 

weeks KS RT 30° C. 40° C. 60° C. 

O 80.36% 
4 79.70% 82.08% 79.34% 77.62% 70.54% 
13 82.25% 76.11% 75.21% 73.06% 

0127. The experiment clearly shows the stabilizing effect 
of this amino acid formulation over the entire investigated 
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temperature range. The Stability of LDH is significantly 
increased compared to drying the pure active Substance 
(comparative example I). 

COMPARATIVE Example J 
0128 Lactate Dehydrogenase in a Crystalline Vacuum 
Dried L-valine-glycine Formulation 
0129. A stock solution was prepared containing 20 mg 
L-Valine and 20 mg glycine per ml. Lactate dehydrogenase 
(LDH) was added to this after adjusting the pH value to pH 
7.0 with an NaOH solution so that a starting solution with a 
protein activity of 147 U/ml resulted. The solution was 
prepared, treated and dried as described in example 8. After 
drying a homogeneous completely crystalline product was 
present with a residual water content of 1.12%. The final 
Samples were Stored at various temperatures and the protein 
activity was evaluated after various Storage periods as 
described in example 11. Stability of LDH in a vacuum 
dried completely crystalline L-valine-glycine formulation. 
The activity of the Starting Solution before drying corre 
sponded to a value of 100%. 

TABLE 28 

The enzyme activity is stated in % as 
obtained in the activity test 

Storage 
period Storage temperature 

weeks KS RT 30° C. 40° C. 60° C. 

O 9.26% 
5 3.69% 2.11% 1.09% O.80% O.O% 
13 O.08% O.O1% O% O% O% 

0130. This experiment clearly shows that a crystalline 
amino acid formulation has a very negative influence on the 
enzyme during the vacuum drying. 90% activity is already 
lost even during the drying which means during the forma 
tion of the crystalline Supporting Structure. Even when 
Stored at various temperatures the activity that is still present 
cannot be maintained. After 5 weeks the initial values of the 
Samples have deteriorated further. Thus a completely crys 
talline amino acid formulation is entirely unsuitable for 
stabilizing LDH. 

EXAMPLE 13 

0131) A pure maltose solution (50 mg/ml) and a solution 
containing maltose and phenylalanine (40 mg/ml maltose 
and 10 mg/ml phenylalanine) were vacuum-dried in this 
experiment. In parallel to this similar preparations were 
prepared to which 10 g/ml rh-ngfor 100 tug/ml PTH(1-37) 
or 500 tug/mlularitide were added. The solutions were sterile 
filtered after the preparation and dispensed into 2 ml Vials. 
The samples were vacuum-dried at 20° C. and samples were 
taken from both formulations after predetermined time peri 
ods. The residual filling amount, the water content according 
to Karl-Fischer and the Tg were determined in these 
Samples. A plate temperature of 20 C. was maintained 
during the entire drying period. The pressure in the chamber 
was reduced stepwise to ca. 10 mbar. The filling weight of 
the vials decreases in both these formulations within 7 hours 
to about 6% of the initial value i.e. the Solutions concentrate 
very rapidly. In the pure maltose formulation a SuperSatu 
rated Solution is initially formed which then changes into a 
rubber-like state. In the further course of the drying a slight 
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advantage can be observed in the mass decrease of the 
formulation containing phenylalanine compared to the pure 
Sugar Solution. Ca. 5.5% of the original filling weight is still 
present in the Vials when the drying of the maltose Samples 
is completed whereas about 4.9% of the filling amount is 
Still present in the Vials with the maltose-phenylalanine 
mixture. 

0132) This result becomes even more pronounced when 
the change in the water content in the Samples is observed 
instead of the change in the filling weight. At the beginning 
of the drying process the solution is composed to 95.08% of 
water i.e. ca. 965 mg water is contained in each vial. The aim 
is to achieve a dry product with a residual moisture content 
of 1-2%. With an amount of Solids of 50 mg this 1-2% then 
corresponds to 0.5-1 mg water per bottle. Correspondingly 
ca. 99.95% of the water present has to Sublime from the 
Sample during drying in order to obtain a dry product. In an 
advanced Stage of the drying the water content of the 
Samples was determined according to Karl Fischer. This was 
carried out for the Samples containing phenylalanine by 
directly introducing the Samples into the methanol Solution. 
The very Sticky Sugar cannot be directly transferred to the 
methanol solution. This was firstly dissolved in anhydrous 
DMF. Then the water content of this solution was deter 
mined. FIG. 3a shows the results of the residual water 
determination carried out in this way. The advantage of the 
preparation containing amino acids can clearly be seen. The 
residual water content has already declined to 2.7% after 
only 17 hours drying whereas it is still at 13.59% in the 
maltose formulation. This result shows the advantage of the 
Solution containing phenylalanine. It is not possible to dry 
maltose under these process conditions within 48 hours. 
After the drying is complete a “rubber' with a considerable 
residual water content is still present at RT. The glass 
transition temperatures of the individual Samples were deter 
mined by means of DSC in addition to the residual water 
contents. Since the glass transition temperatures directly 
correspond to the water content of the Samples, the mixture 
containing maltose-phenylalanine exhibits significantly 
increased values. The result shows that the Tg of the amino 
acid-Sugar mixtures is already in the range of the plate 
temperature after ca. 10 hours. The corresponding measured 
values are shown in FIG.3b. Since at this stage in the drying 
process very little water Still evaporates, the product tem 
perature is also in the range of the plate temperature. Thus 
a glass is already present at room temperature in the Vials 
after 10 hours of the drying process. In the case of Stabilizing 
the proteins with Such a formulation this means that the 
protein is already embedded in a Stabilizing glass after 10 
hours. The time period in which the protein is present in a 
concentrated Solution or in a "rubber-like” form is therefore 
very short which is of great advantage for the stability of the 
active Substance. In contrast the pure Sugar is still present as 
a "rubber' after the drying is completed at room temperature 
and thus has no Stabilizing effect on the active Substance in 
the case of a product containing protein. 
0133. The various preparations containing protein do not 
differ in their other physical parameters from those of the 
basic formulations free of active Substance. 

1. Process for the production of dry, partially amorphous 
products which, in addition to biologically active and in 
particular therapeutically active material, contain Substance 
mixtures, the Substance mixtures being Selected from at least 
one Substance from each of the groups 
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(i) carbohydrate or Zwitterion with polar residues and 
derivatives thereof, and 

(ii) Zwitterion with apolar residues and derivatives 
thereof, 

wherein a Solution is prepared of the biologically or 
therapeutically active material and of the Substances (i) 
and (ii) and the Solution is dried at a product tempera 
ture above the freezing point of the Solution. 

2. Process as claimed in claim 1, wherein the Zwitterion 
with an apolar residue is an aminocarboxylic acid or a 
derivative thereof. 

3. Process as claimed in one of the claims 1 or 2, 
whereinthe Zwitterion with a polar residue is an aminocar 
boxylic acid or a derivative thereof. 

4. Process as claimed in claim 1, wherein Substance 
mixtures are Selected from one or Several Substances of the 
respective group, 

monosaccharides, disaccharides, arginine, aspartic acid, 
citrulline, glutamic acid, ornithine, histidine, lysine and 
derivatives thereof and 

acetylphenylalanine ethyl ester, alanine, cysteine, glycine, 
isoleucine, leucine, methionine, phenylalanine, tryp 
tophan, Valine, Sarcosine and derivatives thereof. 

5. Process as claimed in one of the claims 1-4, whereinthe 
biological material can be Selected from one or Several 
Substances of the groups proteins, peptides, glycoproteins, 
lipoproteins, enzymes, coenzymes, antibodies, antibody 
fragments, viruses, Viral components, cells and cell compo 
nents, vaccines, DNA, RNA, PNA, biological therapeutic 
agents and diagnostic agents and derivatives thereof. 

6. Process as claimed in one of the claims 1-5, whereinthe 
Solution additionally contains common auxiliary Substances 
from the groups buffers, Surfactants, antioxidants, isotonic 
agents and preservatives. 

7. Process as claimed in one of the claims 1-6, whereinthe 
drying is carried out by means of vacuum drying. 

8. Process as claimed in one of the claims 1-7, whereinthe 
Vacuum drying is carried out as a continuous drying process. 

9. Process as claimed in one of the claims 1-6, whereinthe 
drying is carried out by means of Spray drying. 

10. Process as claimed in one of the claims 1-6, where 
inthe drying is carried out by means of drum drying. 

11. Process as claimed in one of the claims 1-6, where 
inthe drying is carried out by means of infrared rayS, 
microwaves or other methods of radiation drying. 

12. Process as claimed in one of the claims 1-11 , 
whereina Zwitterion with an apolar residue is Selected in 
Such a way that the dried Substance mixture has an increased 
glass point compared to a Substance mixture without a 
corresponding addition. 

13. Process as claimed in one of the claims 1-8, where 
inthe drying is carried out in a freeze-drying apparatus 
without previous freezing. 

14. Process as claimed in one of the claims 1-8, 12 or 13, 
wherein the Substance mixture is dried in Single dose con 
tainers. 

15. Process as claimed in one of the claims 1-13 , 
whereinthe Substance mixture obtained is Subsequently 
ground to form a powder. 
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16. Substance mixtures containing in addition to a bio 
logically active and in particular a therapeutically active 
material, Substances Selected from one or Several Substances 
of the following groups 

(i) carbohydrate or Zwitterion with polar residues and 
derivatives thereof 

(ii) Zwitterions with apolar residues and derivatives 
thereof, 

wherein the Substance mixtures due to the addition of one 
or several Substances of group (ii) have an increased 
glass transition temperature compared to Substances of 
group (i) without the corresponding addition, with the 
exception of lyophilisates. 

17. Substance mixtures obtainable by a process in which 
a Solution containing in addition to a biologically active and 
in particular a therapeutically active material at least one 
Substance Selected from each of the groups 

(i) a carbohydrate or Zwitterion with polar residues and 
derivatives thereof 

(ii) Zwitteriohs with apolar residues and derivatives 
thereof, 

is dried at a product temperature above the freezing point 
of the Solution. 

18. Substance mixtures as claimed in claim 16 or 17, 
whereinit is partially amorphous. 

19. Substance mixtures as claimed in one of the claims 
16-18, wherein the glass transition temperature is above 4 
C. preferably above 20° C. and the residual moisture content 
is less than 6% (g/g) preferably less than 4% (g/g). 

20. Substance mixtures as claimed in one of the claims 
16-19, wherein they have an at least 10% higher apparent 
density than lyophilisates. 

21. Substance mixtures as claimed in one of the claims 
16-20, wherein they have a brittle, partially amorphous, 
glass-like, compact Structure. 

22. Substance mixtures as claimed in one of the claims 
16-21, wherein they retain the partially amorphous Structure 
over Storage periods of at least 2 weeks. 

23. Substance mixtures as claimed in one of the claims 
16-22, wherein their drying periods are at least halved 
compared to Substances of group (i). 

24. Diagnostic agents, wherein they contain Substance 
mixtures as claimed in one of the claims 16-23. 

25. Use of Substance mixtures as claimed in one of the 
claims 16-23 for the production of diagnostic agents. 

26. Therapeutic preparations, wherein they contain Sub 
stance mixtures as claimed in one of the claims 16-23. 

27. Use of Substance mixtures as claimed in one of the 
claims 16-23 in addition to common auxiliary Substances 
and additives for the production of therapeutic agents. 

28. Process for stabilizing biologically or therapeutically 
active material, wherein a Solution is prepared from this 
material together with common Stabilizing agents and a 
further substance, which when dried above the freezing 
point of the resulting Solution results in a partially amor 
phous homogeneous Substance mixture whose glass transi 
tion temperature is increased by at least 10K by the further 
Substance. 


