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Our invention relates to the manufacture of 
candles, and particularly to the manufacture of 
candles from paraffin materials heretofore un 
available for use in such manufacture. 

Stearic acid, as it is commercially known, and 
as it has been commonly used in the manufac 
ture of candles, is obtained from the Saponifica 
tion of tallow of high melting point, and con 
tains an average of approximately 45% stearic 
acid and 55% palmitic acid. Stearic acid has 
been used in the manufacture of candles by mix 
ing about ten parts with about 90 parts of re 
fined paraffin wax. The paraffin wax required 
for candle manufacture has a melting point of 
from 28 to 138 degrees F. 
The manufacture of refined wax for candles 

has consisted of a graining operation in which 
the crystalline grains separating from the paraf 
fin oil are retained within the plates of a filter 
press through which the grained material is 
passed. The pressing operation results in the 
retention within the plates of a material which 
is known as “scale', and has a melting point of 
from 21 to 127 degrees F. While the scale is a 
white product, it is too soft for use except with 
greatly increased percentages of commercial 
stearic acid. 
The refining process of the parafin wax suit 

able for candle manufacture from the Scale in 
creases the expense of candle manufacture, the 
price variation between scale and the refined wax being usually about 4d to % per pound. 

It is the object of our invention to utilize the 
less expensive scale for the manufacture of can 
diles; and in order to secure good grade candle 
material having a fine opaque grain, Superior to 
that obtainable from commercial stearic acid, we 
propose to mix with the scale the split fatty acids 
resulting from products formed by hydrogenat 
ing natural oils having a high content of linolic, 
oleic or other unsaturated bodies. 

In carrying out our process, we hydrogenate a 
suitable natural oil, such as cottonseed oil, until 
it has an iodine value of 5 or lower. The average 
titre of this hydrogenated product would be 
around 60 degrees as against a variation of from 
54 to 57 degrees for the best grade stearic acid. 

After the oil is hydrogenated, the fatty mar 
terial may be split by any well known splitting 
process, such as the autoclave process, or that 
suggested by Twitchell or Petroff. The splitting 
process, as is well known, hydrolizes the fatty 
material and permits the glycerine to separate 
from the fatty acids. The fatty acid recovered by this process is then 

distilled. It will have a stearic acid content of 
around 75%, and in admixture with commercial 
scale, candle material is formed which has a very 
fine grain and a determined resistance against 
Cracking. 

In order to explain the advantages of the use 
of our process over what had previously been Sug 
gested, we have in the first instance the use of a 
paraffin product having softer physical character 
istics and being less expensive in admixture with 65 
a split hydrogenated oil in which much less of the 
split hydrogenated oil is required to give the 
candle material a desired grain and resistance to 
cracking because of the much higher percentage 
of stearic acid present in the Split hydrogenated 
oil. A further economy may be noted because 
the cost of preparation of the Stearic acid from 
hydrogenated oil is materially less than the cost 
of preparing stearic acid by the old well known 
tallow Saponification process. 

It should be understood that the percentage of 
the stearic acid, either commercial grade or syn 
thetically produced, to be used with the paraffin 
wax may be varied to Suit climatic conditions and . 
the size of the candles to be made. We might 
state that as a specific example that from 5% to 
10% of the split distilled fatty acid recovered 
from hydrogenated oil can be satisfactorily used 
with 95% of scale. We may increase the propor 
tion of the synthetic stearic acid however to as 
high as 50%. 
While the use of split hydrogenated fatS has 

been suggested in the past, as far as We know the 
use of this split hydrogenated product has been 
merely suggested as a substitute for commercial 
stearic acid and not because its use would permit 
the use of a paraffin product which was materially 
cheaper in price. 

If the candles are to be artificially colored, and 
if the candle stock is not to be the purest white, 
off-grade colors of Scale may be used. 
Having thus described our invention, what we 

claim as new and desire to secure by Letters Pat 
ent, is:- 

1. The art of candle manufacture which com 
prises admixing with paraffin scale a proportion 
of the split fatty acid from a hydrogenated oil in 
which the stearic acid content is considerably 
higher than the 45 percent normally occurring in 
commercial stearic acid. 

2. The art of candle manufacture which COmr 
prises admixing with paraffin scale a proportion 
of the split fatty acid from a hydrogenated oil in 
which the stearic acid content is considerably 
higher than the 45% normally occurring in com- 0 
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2 
mercial stearic acid, said stearic acid content being 
Substantially in excess of 65%. 

3. The art of candle manufacture which com 
prises admixing with paraffin scale a proportion 
of the split fatty acid from a hydrogenated oil in 
which the stearic acid content is considerably 
higher than the 45% normally occurring in com 
mercial stearic acid, said stearic acid content 
being Substantially in exceSS of 65%, and the per 
centage of Said split fatty acid varying from 5 to 
50% in the mixture. 

4. The art of candle manufacture which com 
prises using from 90 to 95% of parafin scale ad 
mixed with from 5 to 10% of a hydrogenated 
product having a stearic acid content of sub 
stantially in excess of 65%. 

1985,946 
5. The art of manufacturing candles which 

comprises mixing a relatively large percentage of 
paraffin Scale with a product having a stearic acid 
content of more than 50 percent. 

6. The art of manufacturing candles which 
comprises mixing a relatively large percentage of 
paraffin Scale with a product having a stearic acid 
content of Substantially in excess of 65%. 

7. The process of making candle material which 
consists in mixing paraffin Scale with the split 
fatty acid of hydrogenated oil hydrogenated to an 
iodine Value of 5 or less. 

JAVES EGAN. 
WCTOR, MILLS. 
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