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CARDIAC SUPPORT DEVICE 

BACKGROUND OF THE INVENTION 

0001 Congestive heart disease is a progressive and 
debilitating illness characterized by a progressive enlarge 
ment of the heart. AS the heart enlarges, the heart must 
perform an increasing amount of work to pump blood each 
heartbeat needed for metabolism. In time, the heart becomes 
So enlarged the heart cannot adequately Supply blood. An 
afflicted patient is fatigued, unable to perform even Simple 
exerting tasks and experiences pain and discomfort. Further, 
as the heart enlarges, the internal heart Valves may not 
adequately close. This may impair the function of the valves 
and further reduce the heart's ability to supply blood. 
Importantly, there is no cure for congestive heart disease. 
0002 Congestive heart failure has an enormous Societal 
impact. In the United States alone, about five million people 
Suffer from the disease. Alarmingly, congestive heart failure 
is one of the most rapidly accelerating diseases (about 
400,000 new patients in the United States each year). 
Economic costs of the disease have been estimated at S38 
billion annually. Not Surprising, Substantial effort has been 
made to find treatments for congestive heart disease. 
0.003 Cardiomyoplasty is one potential treatment for 
moderate Stage congestive heart disease. In this procedure, 
the latissimus dorsi muscle (taken from the patient's shoul 
der) is wrapped around the heart and chronically paced to 
assist contraction of the heart during Systole. 
0004 One study speculates that an artificial elastic 
“sock' could be used in place of the latissimus dorsi in 
adynamic cardiomyoplasty. Kass et al., “Reverse Remodel 
ing from Cardiomyoplasty in Human Heart Failure,” Circu 
lation 91:9, May 1, 1995. Another study demonstrates that 
Bard Marlex sheets can be used to wrap the heart as a 
Substitute to the latissimus dorsi in adynamic cardiomyo 
plasty. Oh et al., “The Effects of Prosthetic Cardiac Binding 
and Adynamic Cardiomyoplasty in a Model of Dilated 
Cardiomyoplasty,” Journal of Thoracic Cardiovascular Sur 
gery, 116:1, July 1998. German Utility Model Patent Appli 
cation DE 295 17393 U 1 describes a pericardium prosthesis 
made from a biocompatible, non-expansible material, or at 
least hardly expansible material that Surrounds the heart to 
prevent over-expansion of the heart wall. PCT application 
WO98/58598 describes an elastic pouch for at least partially 
enveloping a heart. Commonly assigned U.S. Pat. No. 
5,702,343 to Alferness dated Dec. 30, 1997 teaches a jacket 
to constrain cardiac expansion during diastole. Other teach 
ings include those of commonly assigned U.S. Pat. No. 
6,123,662 and those of U.S. Pat. Application Publication No. 
US 2002/0019580. 

SUMMARY OF THE INVENTION 

0005 The invention provides a device for treating cardiac 
disease. According to the invention, a highly compliant and 
elastic device, constructed from a biocompatible material is 
applied to an external Surface of a heart. The device can be 
used to resist dilatation of the heart, provide acute wall 
Support, and/or to enhance reduction in the size of the heart 
using Stored potential energy, without interfering with SyS 
tolic contraction. According to the invention, the device has 
a compliance that is greater than a compliance of a normal 
myocardium, more preferably, the device has a compliance 
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greater than a compliance of a normal latissimus dorsi. 
Considering that Stiffness is the inverse of compliance, the 
uniaxial Stiffness of the material is generally less than about 
0.5 lbs/in (i.e. load per width of device) when subject to a 
uniaxial load at a Strain of less than 30%, more typically 
between about 0.05 lbs/in and about 0.2 lbs/in. An alterna 
tive way to examine compliance for a device that is applied 
to an enclosed Volume is based on a 3-dimensional volu 
metric compliance. The 3-dimensional compliance of the 
device typically allows at least a 3% increase in volume for 
every 1 mm Hg change in applied device pressure. More 
typically, the material of the device has a 3-dimensional 
volumetric compliance between about 5%/mm Hg and about 
15%/mm Hg. The device typically has an elastic recovery of 
at least about 50%, but 70% to 100% is preferable. 

0006. In one embodiment, the material of the device is 
sized to be smaller than the external Surface of the heart to 
which it is applied. In another embodiment, the material of 
the device is sized to be larger than the external Surface of 
the heart to which it is applied and adapted to be sized by 
adjustment during implantation. The material can be con 
figured as a jacket for covering both Ventricles, one ven 
tricle, Ventricles and atria, atria or as a patch covering a 
portion of a chamber. 

0007. The invention also provides a method for treating 
a cardiac disease. The method includes a step of Surgically 
accessing the heart; and applying a cardiac Support device to 
an external Surface of the heart. The method can be used to 
resist dilatation of the heart, acutely Support the wall of the 
heart, and/or to enhance reduction in a Size of the heart using 
Stored potential energy. 

BRIEF DESCRIPTION OF THE DRAWINGS 

0008 FIG. 1 is a schematic cross-sectional view of a 
normal, healthy human heart shown during Systole; 

0009 FIG. 1A is the view of FIG. 1 showing the heart 
during diastole; 

0010 FIG. 11B is a view of a left ventricle of a healthy 
heart as viewed from a Septum and showing a mitral valve; 

0011 FIG. 2 is a schematic cross-sectional view of a 
diseased human heart shown during Systole; 

0012 FIG. 2A is the view of FIG. 2 showing the heart 
during diastole; 

0013 FIG.2B is the view of FIG. 1B showing a diseased 
heart; 

0014 FIG. 3 is a schematic showing the theory of 
operation of a cardiac Support device. 

0015 FIG. 4 is a perspective view of an embodiment of 
a cardiac Support device according to the present invention; 

0016 FIG. 4A is a side elevation view of a diseased heart 
in diastole with the device of FIG. 4 in place; 
0017 FIG. 5 is a perspective view of another embodi 
ment of a cardiac Support device with the apex open accord 
ing to the present invention; 

0018 FIG. 5A is a side elevation view of a diseased heart 
in diastole with the device of FIG. 5 in place; 
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0019 FIG. 6 is a plan view of an alternate embodiment 
of a cardiac Support device; 
0020 FIG. 7 is a side elevation view of a diseased heart 
in diastole with another embodiment of a cardiac Support 
device in place; 
0021 FIG. 8 is a cross-sectional view of a device of the 
present invention overlying a myocardium and with the 
material of the device gathered for a Snug fit; 
0022 FIG. 9 is an enlarged simplified view of a the fabric 
of a knit construction at rest, Suitable for use in the device 
of this invention; 
0023 FIG. 10 shows compliance curves (pressure versus 
% volume change) for a lower compliance (A) and a higher 
compliance (B) device; 
0024 FIG. 11 shows compliance curves (pressure versus 
% volume change) for a lower compliance device (A) and a 
higher compliance device (B) at implant; 
0.025 FIG. 12 is a device elastic potential energy plot 
comparing the work energy Stored at implant for a leSS 
compliant and elastic device (A) and a highly compliant and 
elastic device (B); 
0.026 FIG. 13 is a plot of the change in left ventricle end 
diastolic dimension (LVEDD) over time from clinical stud 
ies, 

0027 FIG. 14 is a plot of device loading (0) and 
unloading () for determining elastic recovery; and 
0028 FIG. 15 is a schematic of the mechanical roles in 
cardiac Support device therapy; 

0029 FIG. 16 is a plot of LVEDV (left ventricular end 
diastolic Volume) change results from a pre-clinical animal 
Study with a horizontal axis depicting time and with a 
Vertical axis depicting change in LVEDV from pre-implant 
conditions. 

DESCRIPTION OF THE PREFERRED 
EMBODIMENT 

0030 A. Congestive Heart Disease 
0031. With initial reference to FIGS. 1 and 1A, a normal, 
healthy human heart H" is Schematically shown in croSS 
Section and will now be described in order to facilitate an 
understanding of the present invention. In FIG. 1, the heart 
His shown during Systole (i.e., high left ventricular pressure 
during the ejection phase). In FIG. 1A, the heart H" is shown 
during diastole (i.e., low left ventricular pressure during the 
relaxation phase). 
0.032 The heart H" is a muscle having an outer wall or 
myocardium MYO' and an internal wall or septum S". The 
myocardium MYO', septum S' and valve plane VP' define 
four internal heart chambers, including a right atrium RA, a 
left atrium LA', a right ventricle RV" and a left ventricle LV". 
The heart H has a length measured along a longitudinal axis 
AA-BB" from an upper end or base B" to a lower end or apex 
A'. 

0033. The heart H' can be visualized as having an upper 
portion UP' and a lower portion LP', separated by the valve 
plane VP". On the external surface of the heart, the upper 
portion UP" and lower portion LP meet at a circumferential 
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groove commonly referred to as the A-V groove AVG' right 
and left atria RA, LA reside in an upper portion UP" of the 
heart H' adjacent the base B'. The right and left ventricles 
RV, LV reside in a lower portion LP of the heart H' adjacent 
the apex A. The ventricles RV, LV terminate at ventricular 
lower extremities LE' adjacent the apex A and Spaced 
therefrom by the thickness of the myocardium MYO'. 
0034) Extending away from the upper portion UP' are a 
plurality of major blood vessels communicating with the 
chambers RA, RV, LA, LV". For ease of illustration, only 
the Superior vena cava SVC' and a left pulmonary vein LPV 
are shown as being representative. 
0035) The heart H' contains valves to regulate blood flow 
between the chambers RA, RV, LA, LV" and between the 
chambers and the major vessels (e.g., the Superior vena cava 
SVC' and a left pulmonary vein LPV). For ease of illustra 
tion, not all of Such valves are shown. Instead, only the 
tricuspid valve TV between the right atrium RA and right 
ventricle RV" and the mitral valve MV between the left 
atrium LA and left ventricle LV are shown as being 
representative. 
0036) The valves are secured, in part, to the myocardium 
MYO' in a region of the A-V groove AVG' and referred to 
as the valve plane VP" or valvular annulus VA. The valves 
TV and MV' open and close through the beating cycle of the 
heart H'. 

0037 FIGS. 1 and 1A show a normal, healthy heart H' 
during Systole and diastole, respectively. During Systole 
(FIG. 1), the myocardium MYO' is contracting and the heart 
assumes a shape including a generally conical lower portion 
LP". During diastole (FIG. 1A), the heart H" is expanding 
and the conical shape of the lower portion LP bulges 
radially outwardly (relative to axis AA-BB). 
0038. The motion of the heart H' and the variation in the 
shape of the heart H' during contraction and expansion is 
complex. The amount of motion varies considerably 
throughout the heart H', although the external dimension of 
the heart H'generally reduces from about 4% to about 10% 
from end diastole to end Systole. The motion includes a 
component which is parallel to the axis AA-BB' (conve 
niently referred to as longitudinal expansion or contraction). 
The motion also includes a component perpendicular to the 
axis AA-BB' (conveniently referred to as circumferential 
expansion or contraction). 
0039 Having described a healthy heart H' during systole 
(FIG. 1) and diastole (FIG. 1A), comparison can now be 
made with a heart deformed by congestive heart disease. 
Such a heart H is shown in systole in FIG. 2 and in diastole 
in FIG. 2A. All elements of diseased heart H are labeled 
identically with similar elements of healthy heart H' except 
only for the omission of the apostrophe in order to distin 
guish diseased heart H from healthy heart H'. 
0040 Comparing FIGS. 1 and 2 (showing hearts H' and 
H during systole), the lower portion LP of the diseased heart 
H has lost the tapered conical shape of the lower portion LP 
of the healthy heart H'. Instead, the lower portion LP of the 
diseased heart H bulges outwardly between the apex A and 
the A-V groove AVG. So deformed, the diseased heart H 
during systole (FIG. 2) resembles the healthy heart H' 
during diastole (FIG. 1A). During diastole (FIG. 2A), the 
deformation is even more extreme. 
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0041 As a diseased heart H enlarges from the represen 
tation of FIGS. 1 and 1A to that of FIGS. 2 and 2A, the 
heart H becomes a progressively inefficient pump. There 
fore, the heart H requires more energy to pump the same 
amount of blood. Continued progression of the disease 
results in the heart H being unable to Supply adequate blood 
to the patient's body and the patient becomes Symptomatic 
insufficiency. In contrast to a healthy heart H', the external 
dimension of the diseased heart H generally reduces from 
about 4% to about 6% from end diastole to end systole. 
0.042 For ease of illustration, the progression of conges 
tive heart disease has been illustrated and described with 
reference to a progressive enlargement of the lower portion 
LP of the heart H. While such enlargement of the lower 
portion LP is most common and troublesome, enlargement 
of the upper portion UP may also occur. 
0043. In addition to cardiac insufficiency, the enlarge 
ment of the heart H can lead to valvular disorders. As the 
circumference of the valvular annulus VA increases, the 
leaflets of the valves TV and MV may spread apart. After a 
certain amount of enlargement, the spreading may be So 
Severe the leaflets cannot completely close (as illustrated by 
the mitral valve MV in FIG.2A). Incomplete closure results 
in Valvular regurgitation contributing to an additional deg 
radation in cardiac performance. While circumferential 
enlargement of the valvular annulus VA may contribute to 
Valvular dysfunction as described, the Separation of the 
valve leaflets is most commonly attributed to deformation of 
the geometry of the heart H. This is best described with 
reference to FIGS. 1B and 2B. 

0044 FIGS. 1B and 2B show a healthy and diseased 
heart, respectively, left ventricle LV", LV during systole as 
viewed from the septum (not shown in FIGS. 1B and 2B). 
In a healthy heart H', the leaflets MVL of the mitral valve 
MV' are urged closed by left ventricular pressure. The 
papillary muscles PM', PM are connected to the heart wall 
MYO', MYO, near the lower ventricular extremities LE', 
LE. The papillary muscles PM, PM pull on the leaflets 
MVL, MVL via connecting chordae tendineae CT, CT. Pull 
of the leaflets by the papillary muscles functions to prevent 
Valve leakage in the normal heart by holding the valve 
leaflets in a closed position during Systole. In the Signifi 
cantly diseased heart H, the leaflets of the mitral valve may 
not close Sufficiently to prevent regurgitation of blood from 
the ventricle LV to the atrium during systole. 
0045. As shown in FIG. 1B, the geometry of the healthy 
heart H" is such that the myocardium MYO', papillary 
muscles PM" and chordae tendineae CT cooperate to permit 
the mitral valve MV to fully close. However, when the 
myocardium MYO bulges outwardly in the diseased heart H 
(FIG. 2B), the bulging results in displacement of the pap 
illary muscles PM. This displacement acts to pull the leaflets 
MVL to a displaced position such that the mitral valve 
cannot fully close. 
0046 B. Cardiac Support Therapy 
0047. In general, cardiac support therapy uses a “passive” 
mechanical implant to Support the heart and resist circum 
ferential expansion of the heart during diastole and without 
actively assisting contraction during Systole. Herein, the 
term “passive” is used to contrast the device with an “active 
assist’ device which uses Supplied energy in order to oper 
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ate, Such as devices that assist the heart in pumping blood 
flow into the aorta, for example, left Ventricular assist 
devices (“LVAD) and total artificial hearts (“TAH"). How 
ever the device of the invention does have Some mechanical 
components that involve energy input into the System, and 
therefore are not entirely “passive.” As used herein the term 
“active” refers to a device wherein energy is added to the 
System on an ongoing basis. In contrast, a “passive” device, 
as used herein, may use Stored or potential energy. The 
potential energy Stored in the device is generally attributable 
to energy that is input when the device is fit on the heart, 
which in part is due to mechanical properties of the device 
(Such as compliance and elasticity). The device can be 
thought of as having Stored energy, Similar to a pre-loaded 
Spring. However, in contrast to an “active' device, once the 
device of the invention is implanted, no additional energy is 
added continually. The mechanical components of the 
device that involve energy input are described in detail 
below. 

0048. It is believed that the cardiac Support device stimu 
lates a physiological response due to a mechanical effect, a 
tissue-material interaction, or Some combination thereof. 
While the physiological response can be difficult to predict, 
the mechanical interactions are more straightforward. FIG. 
3 is a Schematic showing how a cardiac Support device 
interrupts the cycle of heart failure by disrupting excessive 
ventricular dilatation (i.e., abnormal dilation) during dias 
tolic filling. Briefly, following an injury to the myocardium, 
the heart's function may be reduced (A). This stimulates a 
compensatory response of Ventricular dilatation (B) to 
improve output. However, Ventricular dilatation causes 
increased wall stress and stretch (D), which then triggers 
neurohormonal activation (C), leading to modified gene 
expression (E) which in turn leads to structural and func 
tional changes in the myocardium. These changes are also 
referred to as ventricular remodeling (F). This further 
reduces cardiac function causing the cycle to repeat with 
additional compensatory dilatation. FIG. 3 illustrates the 
potential benefits of a cardiac Support device providing wall 
Support and resistance to Ventricular dilatation. A cardiac 
Support device reduces the myocardial wall StreSS and 
stretch (H), which helps to break the heart failure cycle and 
leads to improved efficiency (I), reverse remodeling (J) and 
ultimately improved cardiac function (K). 
0049. The mechanical effects that help interrupt the ongo 
ing Ventricular dilatation in the heart failure cycle can be 
divided into at least three mechanisms or components: (1) 
dilatation constraint (acute and/or chronic); (2) acute wall 
Support; and (3) chronic potential energy release. As used 
herein, “dilatation constraint’ means resisting expansion or 
dilatation of a heart that would result in a damaging increase 
in the volume of the heart. As used herein, “acute wall 
Support' means reducing StreSS on the wall of the heart or 
Supporting the internal pressure (i.e. reducing transmural 
wall pressure) of the heart by off-loading the heart acutely, 
at the time of the device implant. AS used herein, "chronic 
potential energy release' refers to the potential energy of the 
device that is available (and released) to encourage reduc 
tion in the size of the heart, in terms of Volume and/or 
dimension over time following implant of the device. Many 
of the device parameters, whether used for dilatation con 
Straint, acute wall Support and/or potential energy release, 
overlap. However, for the Sake of clarity the design charac 
teristics and/or the method for implanting a device for each 
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of the three mechanisms or components will be discussed 
separately below. FIG. 15 is a schematic diagram showing 
the mechanical modes for the device mechanisms and how 
they tie into the biological responses to Support the theory of 
operation in FIG. 3. 
0050) 1. Dilatation Constraint (Acute and/or Chronic) 
0051 Dilatation constraint refers to the resistance the 
device provides to short-term transient dilatation and/or 
chronic cardiac dilatation, in particular excessive ventricular 
dilatation. Generally, dilatation constraint does not require 
energy input into the device. The device is typically adjusted 
to conform to the epicardial Surface, to resist further dila 
tation of the heart. "Acute” dilatation constraint refers to 
resistance to cardiac dilatation from Short term loading Such 
as exercise loading. Exercise loading refers to the loading 
that occurs when a person performs a physical activity Such 
as exercise. In exercise loading, the heart increases it's 
Volume to provide more output using the Frank-Starling 
relationship. However, the increased Volume results in 
increased end diastolic loading of the Ventricular wall due to 
the Law of LaPlace. The Law of LaPlace is based on the 
concept that the larger the vessel radius, the larger the wall 
tension required to withstand a given internal fluid pressure. 
Larger ventricular chamber Volumes generally correspond to 
larger chamber radii. “Chronic” dilatation constraint refers 
to resistance to continued dilatation due to prolonged Vol 
ume loading and cardiac remodeling. Increased Volume 
loading can also result from the intake of fluids, which is not 
discussed here, or kidney damage that is also associated with 
heart disease. 

0.052. During dilatation constraint, the device reduces the 
Ventricular wall StreSS and Stretch increase that accompany 
acute and continued dilatation in heart failure. Both the 
reduction in Ventricular wall StreSS and Stretch increase are 
“myocardial displacement dependent.” AS used herein, the 
phrase "myocardial displacement dependent’ means that the 
amount of Support or loading provided by the cardiac 
Support device is dependent on the amount of myocardial 
wall dimensional dilatation caused by disease progression or 
excessive loading. For this mechanical component, the com 
pliance of the device can be an important characteristic. 
Generally, the compliance of the device can be important for 
acute loading before the fibrosis encapsulates the device and 
for long-term chronic dilatation. However, device compli 
ance tends to be leSS important for acute loading after the 
fibrosis develops. Generally, lower compliance (i.e. higher 
Stiffness) tends to provide more resistance and Support for 
dilatation. 

0.053 Generally, support devices such as those mentioned 
in the Background Section of this application, have focused 
on the mechanism of dilatation constraint. 

0.054 Generally, when the device is used for dilatation 
constraint, the device 10 surrounds the myocardium MYO, 
as shown, for example, in FIG. 4. As used herein, “sur 
round” means that the device provides reduced expansion of 
the heart wall during diastole by applying constraining 
Surfaces at least at diametrically opposing aspects of the 
heart. Generally, the diametrically opposed Surfaces are 
interconnected, for example, by a continuous material that 
can Substantially encircle the external Surface of the heart. 
0055. In one embodiment, the device is configured as a 
jacket 10 that defines a volume 16. Preferably the volume 16 
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is Substantially the same size as or larger than the Volume of 
the heart H, in particular the lower portion LP of the heart, 
at the completion of Systolic contraction Such that the jacket 
10 exerts no or only a slight pressure on the heart at end 
systole. Generally, the jacket 10 is adjusted such that the 
jacket 10 resists enlargement of the heart H during diastole 
without Significantly assisting contraction during Systole. At 
time of placement, the device preferably exerts no or only a 
small pressure on the heart H at end diastole of less than 10 
mm Hg, more preferably less than or equal to 5 mm Hg, 
most preferably less than or equal to 2 mm Hg. Such 
preSSure may be determined by comparing load to the right 
Ventricular end diastolic pressure. 
0056 To permit the jacket 10 to be easily placed on the 
heart H, the volume and shape of the jacket 10 may be larger 
than the lower portion LP during diastole. So sized, the 
jacket 10 may be easily slipped around the heart H. Once 
placed, the jacket's Volume and shape can be adjusted for the 
jacket 10 to Snugly conform to the external geometry of the 
heart H during diastole. For example, exceSS material of the 
jacket 10 can be gathered and sutured S" (FIG. 8) to reduce 
the volume of the jacket 10 and conform the jacket 10 to the 
shape of the heart H during diastole. This shape represents 
an adjusted Volume. The jacket 10 resists enlargement of the 
heart H-beyond the adjusted volume without interfering with 
contraction of the heart H during Systole. As an alternative 
to the gathering shown in FIG. 8, the jacket 10 can be 
provided with other ways of adjusting Volume. For example, 
as disclosed in U.S. Pat. No. 5,702.343, the jacket can be 
provided with a slot. The edges of the slot can be drawn 
together to reduce the volume of the jacket. The volume of 
the jacket can be adjusted prior to, during, or after applica 
tion of the device to the heart. 

0057 Although, for dilatation constraint, the device is 
generally adjusted to a Snug fit as described above, it is also 
possible to obtain the benefits of dilatation constraint using 
a device that defines a Volume that is Smaller than the 
volume of the portion of the heart H on which it is to be 
placed at end diastole. In this embodiment, the device is 
stretched in order to place it around the heart H, such that the 
compliance of the jacket 10 material and the amount of 
expansion of the material at end diastole determine the fit of 
the device without any further adjustment. 

0.058 2. Acute Wall Support 

0059) Acute wall support refers to a more immediate 
effect of the cardiac Support device. Generally, acute wall 
Support is obtained by adjusting the device Such that the 
device applies an external pressure to the heart. If desired, 
the device can be adjusted to provide a dimensional reduc 
tion in the heart size. For example, the device may be 
adjusted to slightly reduce cardiac dimension at the time of 
implantation, preferably, no more than 10% reduction in 
internal Left Ventricular End Diastolic Dimension 
(LVEDD). Thus rather than just reducing the increase in wall 
StreSS and Stretch due to dilatation constraint, energy is 
actively input at the time of implantation to reduce the load 
on the wall acutely. However, after the device is placed on 
the heart, no further external energy is added. Thus, the 
device is still considered a “passive” device. Acute wall 
Support reduces wall stress (load dependent) and reduces 
wall stretch (myocardial displacement dependent). AS used 
herein, the phrase "load dependent’ means that the reduction 



US 2005/0085688 A1 

in wall StreSS is dependent on the amount of load applied, 
independent of the amount of dimensional change. The 
reduction in end diastolic wall StreSS is based on the change 
in transmural heart wall pressure. In contrast, the amount of 
reduced wall Stretch is related to the dimensional reduction 
in the heart size. In contrast to a dilatation constraint 
mechanism, energy is input at the time of implantation for 
acute wall Support and the material compliance is leSS 
important. However, as mentioned previously, these com 
ponents overlap such that the benefits from both dilatation 
constraint and acute wall Support can be realized from the 
Same device. 

0060) If the device is configured as a jacket 10, it may be 
desirable to have a Volume and shape that is larger than the 
lower portion LP during diastole so that the jacket 10 may 
be easily slipped around the heart H and adjusted (as with 
dilatation constraint). However, it may also be desirable to 
use a device with a volume and shape that is Smaller than the 
lower portion LP of the heart H during diastole. In this 
embodiment, the compliance of the jacket 10 and expansion 
at diastole determine the fit, without additional adjustment. 
When selecting or adjusting the jacket 10 for acute wall 
Support, care should be taken to avoid impairing normal 
cardiac function. During diastole, the left ventricle LV fills 
with blood. If the jacket 10 is too tight, the left ventricle LV 
may not adequately expand and left Ventricular filling pres 
Sure may rise. Furthermore, if the device encloses both 
ventricles Such as in FIG. 4A, care should be taken when 
Selecting or adjusting the jacket 10, because the wall of the 
right ventricle RV tends to be thinner than the wall of the left 
ventricle LV and the pressure in the right ventricle RV tends 
to be lower than the pressure in the left ventricle LV. 
Preferably the pressure exerted by the jacket 10 on the heart 
H at end diastole is not greater than the end diastolic 
pressure of the right ventricle RV. If the pressure exerted by 
the jacket 10 is greater than the pressure of the right ventricle 
RV, expansion and/or filling of the right ventricle RV may be 
compromised. However, for a device that is applied to only 
one of the ventricular chambers Such as the Left Ventricle 
LV as shown in FIG. 7, the pressure exerted by the jacket 10 
at end diastole is preferably less than the end diastolic 
pressure of the LV. 

0061 Generally a jacket 10 that imposes between about 
a 5% to about a 10% reduction in LVEDD (left ventricle end 
diastolic dimension) serves to reduce cardiac volume with 
out compromising cardiac function. Preferably, the jacket 10 
exerts pressure at end diastole between about 2 mm Hg and 
about 20 mm Hg, more preferably between about 5 mm Hg 
and about 15 mm Hg, and most preferably between about 5 
mm Hg and about 10 mm Hg, depending on the internal end 
diastolic pressures of the heart chambers. The jacket may be 
designed with multiple Sections with different compliances 
and preSSures for a specific heart chamber. 

0062) 3. Chronic Potential Energy Release 

0.063. In addition to dilatation constraint and acute wall 
Support, the cardiac Support device may also be able to use 
Stored potential energy to enhance heart size reduction over 
time. Based on the Law of LaPlace, reduced heart size will 
reduce the myocardial wall load for a given internal chamber 
preSSure. The chronic potential energy release mechanism 
and the device properties that enable the Size reduction are 
key aspects of this invention. Generally, the potential energy 
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of the device is due to the fabric being stretched at the time 
of implantation. Typically, the device is Selected and/or 
adjusted (if necessary) to have a “resting size and/or 
Volume that are Smaller than that of the enlarged heart to 
which it is applied. Preferably the “resting” size of the 
device is approximately the same size as the heart in a 
healthy State or Some other desired target size. AS used 
herein the term “resting” means that the fibers of the fabric 
are in a relaxed State Such that energy is not required to keep 
the fibers in the “resting” or “relaxed' state. When the 
material is “stretched” to accommodate the enlarged heart, 
work energy must be input to create the “stretched” con 
figuration. The amount of energy input and Stored in the 
device is based on the amount of Strain (or stretch) and the 
load required to obtain that Strain. According to one aspect 
of the invention, the material is stretched during implanta 
tion, wherein the Stretching provides the material with 
potential energy that can be used to enhance reduction in the 
Size of the heart. In one embodiment, the material is 
stretched to provide a stretched volume that is at least 20% 
greater than the resting Volume, more preferably, the mate 
rial is stretched to provide a stretched volume that is about 
40% greater than the resting Volume, more preferably about 
60% greater than the resting volume. The maximum stretch 
should be based on the limit of heart volume reduction 
desired. Similarly, a patch device that covers a Small area 
(i.e. FIG. 6) rather than encapsulating a volume may have 
Similar stretch targets based on area or length rather than 
Volume. 

0064. Again as with acute wall support care should be 
taken to avoid exerting too much pressure on the heart, Such 
that cardiac function is impaired. For this mechanical 
mechanism or component, the device preferably exerts pres 
Sures similar to those described for the acute wall Support 
mechanism. Lower preSSures may be effective and more 
preferred depending on the compliance and elasticity of the 
device and the desired level of Stored potential energy. 
0065. Both the compliance and elasticity of the material 
are important parameters for the chronic potential energy 
release mechanism. Compliance refers to the ability of the 
device to deform under load. In engineering terms it is the 
inverse of stiffness. Elasticity refers to the ability of the 
device to return to its original dimension upon unloading 
after being deformed by a load. The compliance of the 
device and the load applied determine the amount of energy 
added to the system at the time of implant. However, the 
device elasticity determines the new resting State of the 
device after it has been Stretched out for implantation, and 
how much Stored potential energy can be released from 
unloading the device. Once the device is implanted, the heart 
will generally reduce in size over time to reduce the external 
load applied by the device. The amount of potential energy 
stored and the elasticity in the device will affect how much 
the device can mechanically reduce and reshape the heart 
from a dilated size to possibly a normal size. A device having 
high compliance and high elasticity is generally preferred 
for this mechanism to increase the amount of potential 
energy that can be Stored and recaptured. 
0066. It is noted that the tissue response to the implanted 
device may cause the device to be encapsulated in a thin 
layer of fibrosis. The collagenous fibrotic tissue can be 
remodeled when it is subjected to chronic loads. Thus, after 
the device is encapsulated by fibrosis, the composite com 
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pliance of the fibrosis and device may be reduced for 
Short-term transient loads. However, for long-term loads 
Such as reduction in the heart size due to the chronic 
potential energy release of the device, fibrosis is believed to 
have only a minor or insignificant impact on the compliance 
and elasticity of the device. Over time the fibrosis is unlikely 
able to support the load from the heart or the device. Thus, 
the fibrosis tends to remodel as the heart reduces over time 
and the compliance and elasticity of the device continue to 
drive the mechanical reduction in heart Size until the poten 
tial energy of the device is fully released or the heart size 
Stabilizes. 

0067. The chronic potential energy release mechanism of 
the device reduces wall StreSS and reduces wall Stretch, both 
of which are myocardial displacement dependent. AS the 
device mechanically causes the heart to reduce in size, the 
heart wall StreSS and Stretch reduce due to the change in 
geometry. The chronic potential energy mechanism was 
demonstrated in a pre-clinical animal model. FIG. 16 with 
the early results of an animal Study using canines with 
failing hearts ShowS Significantly larger left ventricular end 
diastolic volume (LVEDV) reduction in two animals 
implanted with a higher compliance device (A) when com 
pared to Six animals implanted with the current lower 
compliant device (B). All animals were implanted with 
Similar loading and little to no acute reduction at the time of 
implant. The additional potential energy Stored in the high 
compliance devices was able drive the size reductions by 
over 3 times more volume. 

0068 C. Cardiac Support Device. 
0069. The invention provides a device having a compli 
ance and/or elasticity to render it Suitable for use for one or 
more of the following treatments: resisting enlargement of 
the cardiac dimension (dilatation constraint), offloading 
stress from the myocardial wall (acute wall Support), and 
enhancing reduction in cardiac dimension (chronic potential 
energy release). 
0070 Generally, the device is configured to cover at least 
part of the epicardial Surface, typically at least the Ventricles. 
AS used herein, the term “cover” means that the device is in 
contact with an external Surface and applies a force on the 
Surface of the heart. Generally, the device contacts an 
epicardial Surface of the heart, but it can also be applied over 
the pericardium. 

0071. A device that “covers” the lower extremities of the 
heart may be constructed as a continuous material that can 
Substantially encircle, or "Surround”, the external Surface of 
the lower extremities of the heart (See, FIGS. 4, 4A, 5,5A). 
In an alternate embodiment, the device provides for local 
ized Support of the heart, particularly during diastole. 
According to this embodiment, a device 10 may be config 
ured as a “patch” (See, FIG. 6). A patch may be useful to 
provide dilatation constraint or acute wall Support over a 
localized area of injury Such as an acute myocardial infarc 
tion (AMI) or a wall aneurysm. In the case of an aneurysm, 
it may be advantageous to take advantage of the chronic 
potential energy release mechanism to restore the wall shape 
over time. When discussing a “patch”, the size of the patch 
is Selected to cover an area of the epicardial Surface of the 
heart without completely Surrounding the circumference of 
the heart. In yet another embodiment, the device may be 
configured to cover only a left or right ventricle (See, FIG. 
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7). Typically, in this embodiment, the device is attached to 
the heart proximate the septal wall S". If desired, the device 
can be constructed from material having one or more 
compliances or be constructed as one or more Separate 
components. The mechanical characteristics of each com 
ponent may be designed to specifically target one or more of 
the mechanical mechanisms of device therapy previously 
described. With reference now to FIGS. 4, 4A, 5 and 5A, the 
device of the present invention is shown as a jacket 10 of 
flexible, biologically compatible material. AS used herein, 
the term “biologically compatible material” refers to mate 
rial that is biologically inert Such that the material does not 
adversely result in excessive injurious responses Such as 
chronic inflammation which would adversely affect the 
myocardium and potentially Surrounding tissues. 

0072 A jacket 10 is an enclosed material having upper 
and lower ends 12, 14. The jacket 10, 10' defines an internal 
volume 16, 16' which is completely enclosed but for the 
open ends 12, 12" and 14'. In the embodiment of FIG. 4, 
lower end 14 is closed. In the embodiment of FIG. 5, lower 
end 14" is open. In both embodiments, upper ends 12, 12' are 
open. Throughout this description, the embodiment of FIG. 
4 will be discussed. Elements in common between the 
embodiments of FIGS. 4 and 5 are numbered identically 
with the addition of an apostrophe to distinguish the Second 
embodiment and Such elements need not be separately 
discussed. 

0073. The jacket 10 is dimensioned with respect to a 
heart H to be treated. Specifically, the jacket 10 is sized for 
the heart H to be enclosed within the volume 16. The jacket 
10 can be slipped around the heart H. The jacket 10 has a 
length L between the upper and lower ends 12, 14 Sufficient 
for the jacket 10 to enclose the lower portion LP. In one 
embodiment, the upper end 12 of the jacket 10 extends at 
least to the valvular annulus VA and further extends to the 
lower portion LP to enclose at least the lower ventricular 
extremities LE. If desired, the jacket 10 may be sized so that 
the upper end 12 resides in the A-V groove AVG. Where it 
is desired to treat the upper portion UP, the jacket 10 may be 
extended to cover the upper portion UP. 
0074. After the jacket 10 is positioned on the heart H as 
described above, the jacket 10 is secured to the heart. 
Preferably the jacket 10 is secured to the heart H through 
sutures. The jacket 10 is sutured to the heart H at Suture 
locations 15 circumferentially spaced along the upper end 
12. While a Surgeon may elect to add additional Suture 
locations to prevent shifting of the jacket 10 after placement, 
the number of Such locations 15 is preferably limited so that 
the jacket 10 does not restrict contraction of the heart H 
during Systole. Other attachment methods Such as Staples or 
clips may be acceptable as an alternative to Sutures along the 
upper end 12. 
0075) The jacket 10 can be adjusted to provide the 
appropriate fit after placement around the heart. Alterna 
tively, the jacket 10 can be sized to obtain the appropriate fit 
based on device compliance, desired level of fit and the size 
of the portion of the heart H the device is intended to cover. 
0.076 a. Compliance 

0077. As used herein, the term “compliance” refers to the 
load required to deform the material. AS mentioned previ 
ously, in the field of engineering it is the inverse of Stiffness. 
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The compliance can be described in terms of displacement 
(inches or centimeters), Strain (inch/inch or cm/cm) or 
volume (in, cm or ml) per a unit load (pounds or kilo 
grams) or pressure (psi or mm Hg). The compliance of the 
cardiac Support device can have a significant impact on the 
mechanical mechanism and effectiveness in the therapy, as 
well as allowing it to be stretched for accommodating an 
enlarged heart. It should also be noted that compliance is not 
necessarily constant over a given range of displacement. In 
fact, compliance that decreases with increased Stretch is a 
common characteristic of many materials. 
0078. Due to the Frank-Starling behavior of the heart, a 
cardiac Support device that has less compliance than the 
myocardium at Small deformations may not be desirable. 
Generally, the cardiac output demand for the heart changes 
depending on physical activity. To increase the cardiac 
output according to the Frank-Starling mechanism, the pre 
load or end diastolic Volume of the heart is increased Such 
that the muscle fibers are temporarily stretched. The stretch 
ing of the muscle fibers helps increase heart capacity and 
myocyte contractility and therefore cardiac output. If a 
cardiac Support device with less compliance than the myo 
cardium is applied to the Surface of the heart, the heart may 
not be able to utilize the Frank-Starling mechanism effec 
tively without increasing ventricular filling pressure. Thus, 
Ventricular filling may be negatively impacted and mimic a 
cardiovascular disease known as constrictive pathologies. 
Thus, a cardiac Support device with a higher compliance 
than the myocardium is generally preferred. 
0079. Other evidence indicating that cardiac support with 
higher compliance may be preferable can be found in 
examining the compliance of the normal pericardium and 
the latissimus dorsi muscle used to wrap the heart for 
cardiomyoplasty. The Stiffness of living myocardium and 
latissimus dorsi muscle is complex and has both active and 
passive elements. For Simplicity, only the passive elements 
will be examined. 

0080 Table 1 contains a comparison of passive stiffness 
of myocardial tissue, pericardial tissue, latissimus dorsi 
muscle tissue and a Sample cardiac Support device that has 
been described in previous patents (i.e. U.S. Pat. No. 6,085, 
754 and International patent application publication No. 
PCT WO 01/95830) (this sample cardiac support device is 
referred to herein as the “prior knit device”). The values in 
Table 1 were derived based on uniaxial loads at Strains less 
than 30%. As shown in Table 1, the pericardial tissue is 
much more compliant than the myocardium for low Strains, 
but Stiffens at higher Strains to become leSS compliant than 
the myocardium. If the pericardium was as stiff for low 
Strains as higher Strains, Ventricular filling would probably 
be impaired, Similar to constrictive pericarditis or cardiac 
tamponade. The Stiffness comparisons provided in Table 1 
illustrate that the latissimus dorsi (Sometimes used to wrap 
the heart for cardiomyoplasty) is also more compliant than 
the myocardial tissue. The Sample cardiac Support device 
(i.e., the prior knit device) also has a greater compliance than 
the myocardium and Similar, but slightly leSS compliance 
than the latissimus dorsi muscle. AS mentioned earlier in the 
Background Section, Oh et al. used a very non-expansible 
material to wrap around the heart known as Bard Marlex. 
Although the Bard Marlex helped to limit progressive dila 
tation in this study, it was not as effective as the latissimus 
dorsi muscle in adynamic cardiomyoplasty. The uniaxial 
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stiffness of Bard MarleX has been measured to be less 
compliant than the myocardium as shown in Table 1. The 
data in Table 1 thus Supports the concept that a myocardial 
Support device should preferably be more compliant than the 
myocardium. 

TABLE 1. 

Relative 
(uniaxial) 
Stiffness* 

Component (lbs/in) References 

Myocardium 3.8 to 5.0 Sideman & Beyar, “Simulation and 
Control of the Cardiac System, CRC 
Press, Inc., 1987, Chapter 5. 

Normal Human 0.1 to 25.0 Lee et al., “Biaxial mechanical properties 
Pericardium of human pericardium and canine 

comparisons, Am. J. Physiol., 1987, 
253:H75-H82. 

Latissimus Dorsi 0.5 to 0.7 Reichenbach et al., “Passive 
characteristics of conditioned skeletal 
muscle for ventricular assistance, ASAIO 
J., 1999 Jul-Aug; 45(4):344–9. 

Cardiac Support 0.8 to 1.7 Bench testing 
Device (i.e., the 
prior knit device) 
Bard Marlex 5.9 to 25.0 Bench testing 

Notes: 
Slope of stress versus strain curve (i.e. Ofe) is a measure of stiffness (Ibs/ 
in). 
Incorporating the material thickness (t), a measure of relative stiffness is 
given by otfe (Ibs/in). This is a measure of load per inch width of material 
required to produce a given strain. 
Compliance is the inverse of stiffness. 
The uniaxial stiffness for various materials were derived from references 
listed for strains up to 30%. 

0081. In the Kass et al. article mentioned in the Back 
ground Section, it was speculated that an artificial elastic 
"Sock' could be used to replace the latissimus dorsi muscle 
in adynamic cardiomyoplasty. This reference Seems to use 
the term elastic relative to compliance (not in its true 
engineering sense) and makes the comparison to replacing 
the latissimus dorsi with a device of Similar compliance. The 
cardiac Support device in Table 1 has compliance that is 
comparable or Slightly less than the latissimus dorsi muscle. 
However, the inventors have found that a high compliance 
cardiac Support device may have Superior performance. The 
advantages of a high compliance cardiac Support device (i.e., 
a device having a compliance greater than the latissimus 
dorsi) are not disclosed by Kass et al. 
0082 Compliance of cardiac support devices can be 
measured in Vitro to determine either uniaxial directional 
compliance or 3-dimensional full device Volumetric com 
pliance. The uniaxial directional compliance can be deter 
mined by taking Samples of a Selected device. These Samples 
can be mounted on a Standard hydraulically actuated tensile 
testing machine such as those supplied by MTS Systems 
Corporation or Instron Corporation. The compliance or 
StiffneSS characteristics of the device are obtained by mea 
Suring the load verSuS deflection of the Sample. The device 
and Bard Marlex stiffness provided in Table 1 were deter 
mined using this method for comparison purposes. 
0083. In use, the compliance of the cardiac support 
device is more realistically based on 3-dimensional loading 
than uniaxial loading. Thus, an in vitro test was developed 
to examine full device compliance. For this test, the circum 
ference of the base end of a Sample cardiac Support device 
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(i.e., the prior knit device) was mounted to a Support plate 
to Simulate the attachment of a device near the heart Valve 
plane. A balloon bladder was placed in the volume defined 
by the device and filled with Saline to simulate the external 
heart ventricular volume. To offset the effect of the weight 
of fluid within the balloon, the mounted device and balloon 
are Suspended in a tank of Saline maintained at approxi 
mately 37 C. The apex of the device is supported so when 
the fluid is added to the balloon, the device expands prima 
rily circumferentially, to better Simulate the dilatation of a 
heart in failure. The internal volume of the balloon was 
monitored by recording the volume of fluid that was added 
incrementally. At each fluid increment the preSSures within 
the balloon are monitored using a Millar catheter tip trans 
ducer and between the device and the external Surface of the 
balloon using a “pillow” device and methods similar to those 
described by Tyberg et al. (“Static and dynamic operating 
characteristics of a pericardial balloon.” Hamilton DR, 
Devries G, Tyberg J, J Appl Physiol, 2001 Apr;90(4): 1481 
1488). Both the internal balloon pressure and pillow pres 
Sures track very closely, indicating very little resistance from 
the balloon. 

0084 Typical compliance curves obtained using this 
method with normalized percentage Volume changes are 
shown in FIG. 10. FIG. 10 illustrates the 3-dimensional or 
Volumetric compliance curves for two cardiac Support 
device configurations. Curve A illustrates a lower compli 
ance device, while curve B represents a higher compliance 
device. 

0085 Data indicates that a high compliance cardiac Sup 
port device may be desirable in many circumstances. AS 
discussed above, the compliance of a cardiac Support device 
can vary over a given range of displacement, or depending 
whether or not the device is Subject to uniaxial or multiaxial 
loads. 

0.086 As used herein, the term “high compliance cardiac 
Support device' refers to a device having a compliance that 
is greater than that of a normal myocardium, and more 
preferably greater than the compliance of the latissimus 
dorsi muscle. In one embodiment, or characterization, the 
high compliance device of the invention can thus be 
described as having a stiffness less than 3.8 lbs/in for 
uniaxial strains up to 30%. As shown by the data in Table 1 
and the discussions above, it may be more preferable that the 
device has a compliance that is greater than a normal 
Latissimus Dorsi muscle, i.e., a Stiffness less than 0.5 lbs/in 
for uniaxial strains up to 30%. Typically, when referring to 
a “high compliance' device herein, the inventors are refer 
ring to a cardiac Support device having a Stiffness less than 
about 0.5 lbs/in when subjected to a uniaxial load at strains 
up to 30%, more typically between about 0.05 lbs/in and 
about 0.2 lbs/in. It will be appreciated that the foregoing 
description of data for strain up to 30% is intended to be 
representative and not to Suggest Strains greater than 30% 
are not applicable to the present invention. 

0.087 Another way in which the compliance of the high 
compliance device can be characterized is based on 3-di 
mensional Volumetric compliance in terms of the percentage 
of Volume increase (%) over applied pressure (mm Hg). 
Using this characterization in a representative example, the 
high compliance device of the invention will have a com 
pliance that allows at least a 3% increase in Volume for every 
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1 mm Hg increase in pressure (3%/mm Hg), more preferably 
between about 5%/mm Hg and about 15%/mm Hg. Actual 
Volumes will depend upon the Specific compliance. Again, it 
will be appreciated the foregoing is a non-limiting example. 

0088) i. Material 
0089. The high compliance cardiac support device of the 
invention can be fabricated using various materials and 
configurations to provide the mechanical characteristics 
desired. In a preferred configuration, the device is con 
structed from a warp knitted fabric 18 of polyester fibers. 
Generally, the fabric 18 material is formed from intertwined 
fibers 20 that are made up of a plurality of filaments 30, as 
shown in FIG. 9. The compliance of the material may be due 
to a variety of factors, including, but not limited to, the 
compliance of the individual filaments 30 that make up the 
fibers 20 (see section b. Elasticity), the relative movement of 
the filaments 30 within a fiber 20, and/or the relative 
movement of the intertwined fibers 20 when subjected to 
load. Texturizing of the yarn can impact the compliance and 
elasticity of the fibers. Preferably, the fiber material and 
texturizing result in a compliant and elastic fiber Such as a 
Stretch polyester. 
0090 Compliance due to the relative movement (e.g., 
geometric deformation of the fabric openings) of the inter 
twined fibers 20 may be affected by the manner in which the 
fibers 20 are entwined. For example, a knit material will tend 
to be more compliant than a woven material because the 
loops of the knit are capable of deforming (e.g., widening or 
lengthening) to accommodate applied stress. In comparison, 
woven materials tend to have less elongation unless elasto 
meric fibers are used. Knit material also tends to recover 
well from deformation because the loops attempt to return to 
their original positions. The looped configuration of the 
fibers accommodates this recovery more readily than does 
the interwoven configuration found in woven materials. The 
ease and quickness with which elastic recovery takes place 
is also dependent on the fiber composition. The fibers 20 of 
the jacket 10 material may be entwined as a knit (for 
example, a warp knit) or as a weave. Preferably, the fibers 20 
of the jacket 10 material are entwined as a knit. 

0091 ii. Manufacturing a High Compliance Device 

0092. The compliance of the cardiac support device can 
be due to the intertwining of the fabric fibers, or due to the 
compliance/elasticity of the fibers themselves, as discussed 
above. Additionally, the compliance of the cardiac Support 
device can be altered by the method of processing the fabric. 
0093. For example, the compliance of the material of a 
cardiac Support device can be increased by “shrinking the 
material of the device, Such that the device then includes 
more material within the same unit area and the fibers are 
closer together and more compressed, as compared to the 
device before the "shrinking process. For example, Shrink 
ing can be accomplished by heating the device. A memory 
condition can be introduced by a high temperature exposure 
or set temperature within the fibers, which modifies the 
“resting” state of the fibers (i.e., the state to which they 
naturally return without the use of force). Exposure to 
temperatures below the Set temperature can cause the fibers 
to respond by Shrinking to the at rest condition. However, 
exposure to new temperature conditions above the original 
Set temperature while Subjected to a load will create a new 
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at rest configuration. Additionally, changing the fabric knit 
configuration, fiber texturizing or fiber material can further 
increase the compliance of the original device. 
0094. Thus, in one embodiment, a high compliance 
device is manufactured by adding additional material to a 
fabric pattern of a lower compliance device (also referred to 
as the “original” device). Both patterns are shrunk to the 
same size, for example, using a heat set mandrel (i.e., the 
Same heat Set mandrel is used for the “original device' and 
the “highly compliant” device). This method can easily 
increase the compliance of the device 5 to 10 times (at low 
to moderate Strains) over the original device. 
0.095. In manufacturing, the device is shaped to that of a 
healthy heart So that the device not only uses its Stored 
energy to reduce Size but also to help the patient's heart 
restore shape. Both beneficial attributes are referred to as 
remodeling. 
0096 b. Elasticity 
0097 As used herein, the term “elastic” refers to the 
ability of the deformed material to return to its initial state 
after a deforming load is removed. A device that is highly 
elastic can undergo very large deformations, but upon 
unloading returns to or close to its original State. With 
respect to a cardiac Support device, elasticity may be impor 
tant to the cardiac Support device for maintaining an external 
load on the heart as it reduces in size. 

0098. When a material is subjected to a deformation, the 
deformation is either plastic or elastic. If the deformation is 
plastic, it does not rebound when unloaded. The degree of 
elasticity for a given loading can be characterized as the 
percentage of the deformation that rebounds upon unload 
ing. Thus when unloaded, an entirely elastic material would 
rebound to its original state and characterized as 100% 
elastic at that load. Whereas, a material that does not 
rebound at all from its deformed State would be considered 
to have undergone an entirely plastic deformation and would 
be considered elastic at that load. In general, the amount of 
elastic recovery for the cardiac Support device (in 76) can be 
calculated as 100%(d-da)/d, where d is the initial defor 
mation and d is the deformation after unloading. The 
deformations d and d can be based on any dimensional 
measure of length, area or Volume as long as the units are 
consistent. 

0099 Preferably the device 10 has an elastic recovery of 
at least about 50%. However, it should be at least enough to 
allow the device to deform elastically up to the desired 
reduction in cardiac dimension targeted for the chronic 
potential energy release. Thus, if the device is implanted at 
50% fabric strain and the desired heart size is calculated to 
be at a point of 25% fabric strain, it would be preferable to 
have a device capable of at least about 50% elastic recovery, 
more preferably at least about 70% elastic recovery. 
0100. As with compliance, the elasticity of the material 
may be due to a variety of factors. The elasticity of the base 
material used to fabricate the device is one factor in deter 
mining the elastic recovery. For the cardiac Support device, 
one suitable material is polyethylene terephthallate (PET), 
more commonly known as polyester. Other biologically 
compatible materials could also be used to provide the 
desirable amount of elasticity. In addition to the base mate 
rial, the configuration and heat-induced memory are also 
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important in determining the elasticity of the device. In one 
embodiment, a warp knitted fabric fabricated from continu 
ous multi-filament Set textured yarns is used. The fabric knit 
configuration contributes to the elastic performance of the 
device as well as its compliance. However, the process of 
texturizing the yarn fibers 20 introduces a permanent crimp 
in the yarn that is very important to the compliance and 
elastic performance of the final device. 
0101 The permanent crimp induced in the individual 
filaments 30 that make up the yarn fibers 20 during textur 
izing provides a memory to the yarn. The permanent crimp 
can be deformed when loaded, but will have a tendency to 
return to the crimped configuration when unloaded (i.e. 
elastically recover). The texturizing process generally 
involves heat and deformations to form the permanent 
crimp. Stretching the fabric and heating to a higher tem 
perature during the final processing of the device can 
remove Some of the yarn crimp and provide a new memory 
condition. 

0102) The preferred permanent yarn crimp for the origi 
nal cardiac Support device is produced by Set texturizing the 
yarns, then processing the final device by heat Setting it with 
the device Slightly Stretched. Increased compliance and 
elasticity can be obtained using the same polymer and fabric 
knit configuration, but with no final device heat Set or by 
using other texturizing processes Such as Stretch textured 
yarns. AS mentioned, in the preferred configuration elastic 
recovery is at least 50%, but most preferable 70% to 100%. 
0103) Device elasticity can be determined from the com 
pliance curves for loading and unloading a device. The in 
vitro 3D balloon compliance test described in the previous 
Section can be used to load and unload the device to 
determine the elastic rebound. 

01.04 D. Benefits 
0105. The device 10 of the invention may provide some 
or all of the following benefits. 

0106 1. Reduction in Heart Dimension 
0107 The device 10 of the invention is a highly compli 
ant and elastic device that is capable of mechanically 
reducing the heart size over time by using the chronic 
potential energy release mechanism previously described. 
The reduced heart size is beneficial due to reduced wall 
Stresses, which may, in turn, lead to improved cardiac 
function. The benefit of reducing heart size with a high 
compliance device can be illustrated by comparing a lower 
compliant device to a high compliance device. 

0108 FIG. 11 shows the compliance curves of two 
devices as implanted over the Ventricular portion of the 
heart. The lower compliance (A) and higher compliance (B) 
devices are both Stretched to apply the Same external pres 
Sure (approximately 6 mm Hg) to the Ventricular portion of 
the heart at the time of implant and initial heart volume (i.e. 
0% heart volume increase). The devices plotted in FIG. 11 
are the same devices as shown in FIG. 10. The Zero points 
on the horizontal axes on the two Figures are not the Same. 
Therefore percent calculations between the Figures will 
differ. In FIG. 10, the Zero point is an “at rest' value for the 
device. In FIG. 11, the Zero point is after implantation. The 
higher compliance of the “B” device was obtained by adding 
more material to the device So that less yarn crimp was 
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removed during heat Setting. The lower compliance of the 
“A” device is indicated by a steeper line. The compliance of 
either device at any point of either curve can be expressed 
as 1/slope of the curve at that point. Thus, at implantation, 
the compliance of the higher compliance device (B) is 
5.5%/mm Hg compared to about 2%/mm Hg for the less 
compliant (A) device. If the operating range of the device is 
assumed to be below a 20% volume increase, the compli 
ance range is between about 3%/mm Hg and 20%/mm Hg 
for the highly compliant (B) device and between about 
1%/mm Hg and 3.5%/mm Hg for the less compliant (A) 
device. In this example, the higher compliance device is 
approximately 3 to 6 times more compliant depending on the 
given condition within the operating range. AS used herein, 
a “high compliance' device refers to a device having a 
compliance between about 3%/mm Hg and about 20%/mm 
Hg, or greater. A "low compliance' device refers to a device 
having a compliance between about 1%/mm Hg and about 
3%/mm Hg, or lower. In FIG. 11, the devices can theoreti 
cally apply an external pressure to the heart until the heart 
Volume decreases to the point where the compliance curve 
crosses 0 mm Hg. These curves are based on loading, not 
unloading. Therefore, as the heart Volume decreases, these 
curves assume that both devices have 100% elastic recovery. 
In general, even though the two devices do not have 100% 
elastic recovery, for comparison purposes the higher com 
pliance device will have better elastic recovery than the low 
compliance device. Whereas a “low compliance” device 
may have the potential to reduce the size of a heart between 
about 10% to about 20% in volume, a high compliance 
device can continue to apply an external load to the heart to 
achieve up to between about a 50% to about a 60% volume 
reduction. 

0109) Depending on the heart shape change that is 
assumed (i.e., cylindrical or spherical), the Volume decrease 
for the “low compliance” device corresponds to a decrease 
in diameter between about 5% to about 10%. The volume 
decrease for the "high compliance' device Similarly corre 
sponds to a decrease in diameter between about 15% to 
about 30%. 

0110. A “low compliance device” corresponding to the 
lower compliance device (A) has been implanted in human 
clinical trails with follow-up out to 12 months post-implant 
(i.e., the prior knit device). FIG. 13 shows the average 
change in left ventricular end diastolic diameter (LVEDD) 
for 17 patients receiving the lower compliance device. At 
implant the hearts were fit to provide acute Support that 
resulted in a 5.2% reduction in LVEDD. After 3 months 
post-Surgery, the LVEDD decrease another 4.8% on average. 
This additional chronic reduction in LVEDD corresponds 
closely with the 5% to 10% diameter reduction of the 
external ventricular size predicted by the device compliance 
curve shown in FIG. 11 and the chronic potential energy 
mechanism. In fact, the amount of elastic recovery for the 
low compliance device has been measured in Vitro to be 
approximately 70% to 80%, depending on the loads applied. 
0111 A typical loading and unloading curve for a lower 
compliance device is shown in FIG. 14. The elastic recovery 
calculated from FIG. 14 is approximately 80%. This was 
calculated based on the percentage of the Volume change 
from initial to fully deformed that was recovered (i.e. fully 
deformed to new unloaded resting State Volume). If the 
predicted diameter reduction range of 5% to 8% is reduced 
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to account for less than 100% elastic recovery, the expected 
decrease in diameter would be between 3.5% and 6.5%. The 
actual clinical result is nearly in the middle of this predicted 
range. 

0112 The potential reduction in heart size attributable 
from the chronic potential energy release mechanism can 
also be examined based on the energy that is Stored in the 
device relative to the device compliance. Elastic potential 
energy Stored in a Spring is equal to the amount of work 
energy (U) used to compress it if no frictional or other losses 
are assumed. Thus, the work energy can be determined as 
follows: 

0113 U=work energy=FX/2 
0114. Where: 

0115 F=applied force=KX 
0116 K=stiffness=1/compliance 
0117 X=displacement 

0118 FIG. 12 illustrates the potential energy stored in 
both a low compliance (A) and high compliance (B) device 
at implant. Both energy curves assume that the device is 
implanted on the same size heart (i.e. external diameter of 
8.4 cm.) with the same externally applied pressure of 6 mm 
Hg when implanted. The high compliant device has nearly 
4 times more energy (508 mJ versus 131 m.J) at the time of 
implant. Although the amount of energy Stored is due to the 
compliance, the amount available for release to reduce the 
heart size is based on the elastic recovery of the device. For 
example, if the device has 80% elastic recovery, then 80% 
of the energy is available to drive the heart Smaller, while 
20% of the energy is lost to permanent deformation of the 
material. 

0119 2. Eliminate Surgical Fit 
0120 AS discussed previously, in one embodiment, the 
cardiac Support device is adjusted at the time of implantation 
to provided the desired fit. The adjustment of the device 
allows it to be used on dilated hearts having a large range of 
shapes and sizes. To accommodate Such variability in dilated 
hearts, the device is manufactured in many sizes. However, 
many dozens of Sizes would be necessary to provide a 
Sufficient Selection for providing the appropriate fit acroSS all 
the range of heart shapes and sizes. 
0121 One advantage of a “high compliance' jacket is 
that each jacket can adapt to a large shape/size range, yet still 
provide the appropriate fit. Since compliance is defined as 
the deformation for a given load, a high compliance device 
will result in a large change in deformation with a relatively 
Small change in load. Thus, a target load or fit range can 
theoretically be accommodated by a larger displacement 
range with a high compliance device than for a low com 
pliance device. 
0.122 For example, two device compliance curves, low 
compliance (A) and high compliance (B) are shown in FIG. 
10. If the chosen target fit load (i.e. pressure applied to the 
epicardial Surface of the heart) is between about 5 mm Hg 
to about 7 mm Hg of pressure, the dimensional Stretch range 
from the device resting State can be determined from the 
curves for each device. Device “A” can be stretched any 
where between a 17% to 23% (6% range) increase in volume 
from its starting volume and will apply a 5 mm Hg to 7 mm 
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Hg pressure. However, the higher compliance device “B” 
can be stretched over a larger range of 129% to 156% (27% 
range) from its starting volume for the same resulting load. 
Now Suppose it is desirable to manufacture devices that will 
apply a 5 mm Hg to 7 mm Hg load for heart sizes from 645 
ml to 780 ml of external ventricular volume. The high 
compliance device (B) would require only one size to cover 
the range of heart sizes Selected, but it would take 4 sizes of 
the low compliance device (A) to accommodate the heart 
Size range. This example is illustrated in Table 2. 

TABLE 2 

No. Device 
Size (G) rest) Min. Volume Max. Volume Sizes 

Device (ml) (ml) (ml) Required 

B 500 645 78O 1. 
A. 550 644 677 4 

578 676 711 
6O7 710 746 
637 745 783 

0123 Eliminating Surgical fit based on a high compliance 
device may be beneficial for several reasons. First of all, 
although the Surgical procedure for implanting a low com 
pliance device is relatively simple compared to other cardiac 
Surgeries, eliminating the fitting proceSS would further Sim 
plify the Surgery. The Surgical fitting Step is one of the most 
time-consuming Steps of the Surgical implant process. Elimi 
nating this step could shorten the overall Surgical time. This 
would result in the patient undergoing anesthesia for a 
Shorter period of time, reducing the risks due to anesthesia 
dose-complications. In addition, the reduced Surgical time 
could reduce the Overall Surgical costs due to a reduction in 
the time spent in the operating room. 
0.124. Another benefit of eliminating the Surgical fit is 
increased consistency. Surgically adjusting and fitting each 
device tends to introduce variability between patients by any 
given Surgeon. In addition, there is variability between 
different Surgeons and hospitals that can only be reduced by 
rigorous implant training. Thus, eliminating the Surgical fit 
procedure may reduce the variability and the training 
requirements. 

0.125 Eliminating the Surgical fit can also make implant 
ing the device more compatible with minimally invasive 
Surgical approaches. Typically, the Surgical fit Step for 
implant of the original device requires access to the anterior 
portion of the heart. This is most commonly accomplished 
using a full median Sternotomy Surgical approach. If a high 
compliance device can allow the appropriate fit to be 
obtained through device Size Selection rather than Surgical 
customization of fit, the Surgery: may-be possible through a 
Smaller incision than a full median Sternotomy. It may even 
be possible to implant the device through Small portal 
incisions. 

0.126 Minimally invasive Surgical incisions can have 
numerous benefits, including reduced pain, leSS cosmetic 
Scaring, faster hospital release and faster return to physical 
activities. The reduced hospital Stay from minimally inva 
Sive Surgery can also help to reduce overall Surgical costs 
and make the Surgery more accepted and routine in the 
medical community. 

0127. In one embodiment, the cardiac support device is 
3-dimensional shape that is constructed from a flat fabric 
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mesh. To form a 3-dimensional shape from a flat fabric, the 
device typically includes Sewn Seams where the device 
material is a little denser and thicker. Unfortunately, the 
Seams can result in a greater tissue-response and an 
increased potential for adhesion between the device and 
adjacent tissues in the chest, other than the heart. 
0128. Thus, in another embodiment, the device is manu 
factured using advanced fabrication methods that eliminate 
the manufactured Seams. However, even if the pre-fabri 
cated Seams can be eliminated, the Surgical fitting may result 
in a Seam that is even thicker and denser than those produced 
during device manufacture. Consequently, if the Surgical 
Seam from fitting is eliminated, for example, by using a high 
compliance device, and the manufactured Seams are elimi 
nated, the potential for adhesions to adjacent tissues would 
be reduced. This could be important, particularly when 
future Surgeries require access to the chest cavity. Adhesions 
make Surgical access much more difficult. 
0129. 3. More Volume Overloading Tolerant 
0.130. Another advantage of a high compliance device is 
the ability of the device to expand and not over restrain the 
heart in the case of Volume Overloading. For example, 
excessive fluid intake can impact the Volume of the heart. A 
high compliance device may benefit the patient by helping 
to Support the increased Volume loading, without overly 
restricting the heart as might occur with the cardiac condi 
tion known as constriction. Although dilatation constraint is 
a potentially important mechanism of the cardiac Support 
device, higher compliance may provide adequate Support 
and resistance to dilatation without overly restricting the 
patient's normal variations in fluid intake. 
0131 Having disclosed the invention in a preferred 
embodiment modifications and equivalents will become 
apparent to those skilled in the art. It is intended Such 
modifications and equivalents shall be included within the 
Scope of the appended claims. For example, while the 
invention is described covering the Ventricles, the invention 
can cover one or both of the atria only or in combination 
with Ventricle coverage. Also, the device can be provided 
with circumferential fibers which have a maximum stretch 
(or no stretch) at a volume representing a maximum volume 
for end diastole at time of placement. Such a modification 
provides acute prevention of diastolic expansion beyond a 
maximum. Use of multiple sets of fibers are described in 
Haindl international patent application PCT WO 98/58598 
published Dec. 30, 1998. 

1-57. (canceled) 
58. A device for treating diseases of a heart, the device 

comprising: 
a biocompatible material configured to cover an external 

Surface of the heart; 
the material having a compliance reflecting an ability to 

deform under Strain to a stretched State, and an elas 
ticity reflecting a tendency to return to a rest State from 
the Stretched State; 

the material having a rest size at the rest State and a 
Stretched size at the Stretched State, the Stretched size 
being at least 20% greater than the rest size; 

the elasticity and compliance being Selected to Store 
energy in the material to assist chronic remodeling of 
the heart and avoid Significant acute resistance to 
diastolic filling of the heart. 
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59. The device according to claim 58, wherein the rest 
Size defines a rest Volume and the Stretched size defines a 
stretched volume. 

60. The device according to claim 59, wherein the mate 
rial is configured as a jacket having an upper and a lower 
end, the upper end defining an opening for receiving the 
heart. 

61. The device according to claim 60, wherein the mate 
rial is closed at the lower end. 

62. The device according to claim 60, wherein the mate 
rial is open at the lower end. 

63. The device according to claim 59, wherein the com 
pliance allows at least a 3% increase in Volume for every 1 
mm Hg change in applied pressure. 

64. The device according to claim 58, wherein the rest 
Size defines a rest Surface area and the Stretched size defines 
a stretched Surface area. 

65. The device according to claim 64, wherein the mate 
rial is configured as a patch. 

66. The device according to claim 58, wherein the com 
pliance is greater than a compliance of a normal myocar 
dium, the compliance being the inverse of Stiffness, and 
wherein the biocompatible material conforms to the external 
Surface of the heart and is sized to provide resistance to 
circumferential expansion of the heart without impeding 
Systolic contraction. 

67. The device according to claim 66, wherein the mate 
rial has a stiffness of less than about 3.8 lbs/in when 
subjected to a uniaxial load at a strain of less than 30%. 

68. The device according to claim 58, wherein the com 
pliance is greater than a compliance of a normal latissimus 
dorsi, the compliance being the inverse of Stiffness, and 
wherein the biocompatible material conforms to an external 
Surface of the heart and is sized to provide resistance to 
circumferential expansion of the heart without impeding 
Systolic contraction. 

69. The device according to claim 58, wherein the bio 
compatible material has a stiffness of less than 0.5 lbs/in 
when Subjected to a uniaxial load at a Strain of less than 
30%. 

70. The device according to claim 58, wherein the mate 
rial is sized to be Smaller than the external Surface of the 
heart to which it is applied, wherein the material is config 
ured to exert a pressure on the external Surface of the heart 
that is no greater than an end diastolic pressure of a right 
ventricle of the heart. 

71. The device according to claim 58, wherein the mate 
rial is sized to be larger than the external Surface of the heart 
to which it is applied, and is adapted to be sized by 
adjustment during implantation. 

72. The device according to claim 58, wherein the mate 
rial is capable of an elastic recovery of at least about 50%. 

73. The device according to claim 58, wherein the mate 
rial is configured to apply a pressure to the external Surface 
of the heart at end diastole of less than 10 mm Hg. 

74. A method for treating diseases of a heart, the method 
comprising: 

Surgically accessing the heart; and 
applying a cardiac Support device to an external Surface of 

the heart, the cardiac Support device including: 
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a biocompatible material having a compliance reflecting 
an ability to deform under Strain to a stretched State, 
and an elasticity reflecting a tendency to return to a rest 
State from the Stretched State; 

the material having a rest size at the rest State and a 
Stretched size at the Stretched State, the Stretch size 
being at least 20% greater than the rest size; 

the elasticity and compliance being Selected to Store 
energy in the material to assist chronic remodeling of 
the heart and to avoid significant acute resistance to 
diastolic filling of the heart. 

75. The method according to claim 74, wherein the 
remodeling includes reducing a Volume of the heart. 

76. The method according to claim 74, wherein the 
remodeling includes altering a shape of the heart. 

77. The method according to claim 74, wherein the rest 
Size defines a rest Volume and the Stretched size defines a 
stretched volume. 

78. A device for treating diseases of a heart, the device 
comprising: 

a biocompatible material dimensioned to correspond to 
the heart; 

the material having a compliance reflecting an ability to 
deform to a stretched State within a range of Stretched 
States defined by the compliance of the material; 

the compliance of the material being higher than a com 
pliance of the heart, the device expanding to not over 
restrain the heart; 

the material having an elasticity reflecting a tendency to 
return to a rest State from the Stretched State, the 
elasticity and compliance being Selected to Store energy 
in the material to assist chronic remodeling of the heart 
and avoid Significant acute resistance to diastolic filling 
of the heart. 

79. The device according to claim 78, wherein the bio 
compatible material conforms to an external Surface of the 
heart and is dimensioned to provide resistance to circum 
ferential expansion of the heart without impeding Systolic 
contraction. 

80. The device according to claim 79, wherein the mate 
rial is sized to be Smaller than the external Surface of the 
heart to which it is applied, wherein the material is config 
ured to exert a pressure on the external Surface of the heart 
that is no greater than an end diastolic preSSure of the heart. 

81. The device according to claim 79, wherein the mate 
rial is sized to be larger than the external Surface of the heart 
to which it is applied, and is adapted to be sized by 
adjustment during implantation. 

82. The device according to claim 78, wherein the com 
pliance of the material is greater than a compliance of a 
normal myocardium, the compliance being the inverse of 
stiffness. 

83. The device according to claim 78, wherein the com 
pliance of the material is greater than a compliance of a 
normal latissimus dorsi, the compliance being the inverse of 
stiffness. 


