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S10
transmitting the anode plate in a transverse direction via a B —
transverse transmission device
v S20
flattening the anode plate and measuring a thickness of the » //

anode plate during transmitting the anode plate in the -
transverse direction

v

judging whether the flattened and measured anode plate being -
needed to mill a side surface of the hanger by a hanger side ——
milling device

S40
\ /
milling a bottom surface of the hanger of the flattened and P /
measured anode plate by a hanger bottom milling device if the) _—
flattened and measured anode plate is not needed to mill the
side surface of the hanger
S50
A
milling the side surface of the hanger of the flattened and /

measured anode plate by the hanger side milling device, and —
then milling the bottom surface of the hanger by the hanger |—
bottom milling device if the flattened and measured anode
plate is needed to mill the side surface of the hanger
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