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(57) ABSTRACT 

Apparatus for treating and/or coating the Surface of substrate 
components by deposition from the gas phase. A plurality of 
Substrate carriers and a plurality of coating and/or treating 
units are arranged in a deposition or treatment chamber which 
can be evacuated. The system can be equipped in a modular 
fashion Such that the Substrate components introduced into 
the system in a batch can be subjected to different treatments. 
Method for treating and/or coating the surface of substrate 
components. The procedure comprises: a) compiling coating 
and/or treating units and shielding elements from modules in 
the deposition or treatment chamber; b) equipping the Sub 
strate carriers with those substrate components that are to be 
Subjected to the same treatment; c) closing the deposition or 
treatment chamber; and d) carrying out the individual treat 
ment or coating programs for the Substrate components com 
bined in groups on the Substrate carriers in one batch. 
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APPARATUS FOR TREATING AND/OR 
COATING THE SURFACE OF A SUBSTRATE 

COMPONENT 

0001. The invention relates to a device and a method for 
the Surface treatment and/or coating of Substrate components 
by deposition from the gas phase, in particular by physical 
deposition from the gas phase according to the PVD (physical 
vapor deposition) or the reactive PVD method, according to 
the preamble of Claim 1 or Claim 14, respectively. Using such 
devices or such methods it is possible to apply very thin 
coatings, for example, corrosion and wear protection coat 
ings, such as carbide coatings based on titanium, for example, 
to workpiece surfaces, i.e., to Substrate components. Such 
thin coatings are frequently used in tool production, in par 
ticular in the production of machining precision tools, for 
example, drilling, milling, or reaming tools. 
0002 While the CVD (chemical vapor deposition) 
method operates using comparatively high processing tem 
peratures of 900 to 1100°C., the processing temperatures can 
be substantially lower in the PVD process, i.e., at approxi 
mately 100 to 600° C. According to this method, the coating 
material is first vaporized by applying a suitable physical 
effect, for example, by an electron beam, an electric arc (arc 
PVD), or by sputtering. The vaporized material is then inci 
dent on the substrate surface, where it forms layers. In order 
that the vapor particles reach the Substrate, partial vacuum 
must be used. A linear particle movement occurs in this pro 
cess, so that the substrate must be moved in order that the 
entire Substrate Surface can be coated uniformly and homo 
geneously. 
0003. The lower processing temperatures in the PVD 
method are purchased at the cost of greater device outlay, 
however. This is because the substrates to be coated to 
achieve good coating adhesion—must be subjected to a care 
ful Surface pretreatment and precise process control. In addi 
tion, it must be ensured that so-called shadowing effects are 
compensated for. Therefore, relevant PVD coating facilities 
must be equipped with a drive technology for the continuous 
movement of the Substrate components during the coating or 
Surface treatment procedure. In addition, because the depo 
sition or vaporization is performed in high vacuum, i.e., in the 
range from 10 to 10 Pa, i.e., the treatment chamber must be 
hermetically sealed to the outside, a comparatively complex 
construction of the coating facility results in this way. 
0004. In order to transfer the coating materials, such as 
metals, into the gas phase, various ways have been proposed 
according to the PVD method, such as Sputtering, including 
magnetron sputtering, ion plating, including reactive ion plat 
ing, or laser vaporization or vacuum vaporization. All meth 
ods share the feature that the processing parameters, such as 
gas atmosphere, temperature, and orientation of the Substrate 
Surface to the coating material, must be maintained very 
precisely to achieve the desired coating or treatment effect. 
Therefore, typical coating facilities have been constructed so 
that the treatment chamber offers space for multiple substrate 
carriers and coating and/or treatment units, such as vaporizer 
Sources, cathodes, targets, magnetrons, etc. Such vacuum 
treatment facilities are described, for example, in DE 10 2005 
050 358 A1 or in DE 10 2006 020 004 A1. 

0005. The substrates to be treated and/or coated can only 
be provided with a single type of coating using Such commer 
cially available facilities. Even if this type of coating is a 
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multilayer coating, as described in the document U.S. Pat. 
No. 6,051,113, for example, for typical coating facilities this 
means that only one type of coating can always be deposited 
over the entire batch of the coating facilities, even if the 
coating thickness can behave differently over the entire batch. 
0006. This has the result that typical coating facilities 
often can only be operated inefficiently. This is because the 
highest percentage of processing time in the coating and/or 
treatment facilities described at the beginning according to 
the PVD method is consumed in heating and cooling the 
Substrates and their holding devices. In addition, because the 
spectrum of the Substrate components to be coated is wide 
spread in many coating centers, different coatings are also 
required for the different substrate components. Since the 
volume of the coating facility is fixed because of the dimen 
sions of the coating vessel, and the number of Substrates or 
Substrate components which require a specific type of coating 
is often insufficient to fill up a coating facility 100%, the 
required delivery times often cannot be maintained. 
0007. The invention is therefore based on the object of 
providing a device for the Surface treatment and/or coating of 
Substrate components by deposition from the gas phase, in 
particular by physical deposition from the gas phase accord 
ing to the PVD method, and a method for operating such a 
device, using which it is possible to minimize the processing 
and delivery times. 
0008. This object is achieved with respect to the device by 
the features of Claim 1 and with respect to the method by the 
method steps of Claim 14. 
0009. According to the invention, the device is constructed 
Such that it can be equipped with modules, and in Such a way 
that the substrate components introduced in a batch into the 
coating device can be subjected to different treatments, i.e., a 
coating or a Surface treatment, after the closing of the coating/ 
treatment chamber. Through the design according to the 
invention of the device, the degree of utilization of the coating 
facility can be significantly increased and, in addition, the 
coating facility can be operated Substantially more economi 
cally and with greatly improved energy efficiency. This is 
because the larger number of substrate components according 
to the invention in the coating facility is only to be heated and 
cooled once, whereby processing time is saved to a significant 
eXtent. 

0010. The method according to the invention is character 
ized in its core in that coating and/or treatment units and 
shielding modules can be assembled according to a desired 
coating and/or treatment program for different Substrate com 
ponents to be coated, and the Substrate carrier can then be 
equipped with those substrate components which are to be 
Subjected to the same treatment in one batch. After the closing 
of the treatment chamber, the shielding modules and the 
process controller of the facility ensure that the substrate 
components assembled on the individual Substrate carriers 
can be subjected to an individual coating and/or treatment 
program. According to a refinement of the method, different 
treatments of the Substrate components can even be per 
formed simultaneously at various locations of the coating 
chamber. 

0011 Because of the modular construction of the facility, 
it is possible to adapt the coating facility extremely flexibly to 
the respective existing order situation. The additional advan 
tage results that the facility can be operated economically 
even if only a reduced quantity is charged, in that areas can be 
provided within the treatment chamber, which can be heated 
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and cooled individually and shielded from other areas of the 
treatment chamber, and in which a specific coating and/or 
etching program can be performed under shielding from fur 
ther areas of the chamber. 

0012 Advantageous refinements and variants of the 
invention are the subject matter of the subclaims. 
0013 With the refinement of Claim 2, the existing instal 
lation space of the treatment chamber is advantageously uti 
lized, the additional advantage resulting that the different 
treatments of the Substrate components can run simulta 
neously because of the spatial separation of the treatment 
stations. In addition, the possibility is thus opened up of 
Subjecting different Substrate carriers of selected coating and/ 
or treatment units to an individual treatment having precisely 
monitored processing parameters, without being influenced 
by adjacent coating and/or treatment units. A very precise and 
homogeneous growth rate of the coating canthus beachieved. 
0014 Through the shielding unit according to Claim 3, 
which is preferably in turn implemented as a module, it is 
possible to save valuable installation space, because Substrate 
components can be subjected to different treatments even in 
extremely tight installation space using the shielding mod 
ules. 

0015. It has been shown that it is readily sufficient for PVD 
coating facilities to implement the shielding modules in the 
form of a partition wall configuration according to Claim 4. 
without having to accept a quality reduction of the Surface 
treatment or coating. The partition walls can comprise differ 
ent materials, including ceramic and/or perforated metal 
materials. 

0016. The flexibility of the facility is additionally 
increased if, according to Claim 5, kinematics are provided, 
using which the relative location between the substrate carri 
ers and the coating and/or treatment units and/or heating units 
can be changed when the deposition or treatment chamber is 
closed. 
0017. It is fundamentally possible to provide the coating 
and/or treatment units with a drive together with the carrier 
construction. However, the kinematics are simpler if an 
installation table according to Claim 6 is equipped with a 
rotary drive. 
0018. The rotary drive unit for the installation table is 
advantageously simultaneously used as an indexing unit for 
positioning selected Substrate carriers in relation to selected 
coating and/or treatment units, whereby the control expendi 
ture becomes less. 

0019. According to Claim 10, a rotary drive, for example, 
in the form of a shaft, for a substrate carrier is provided at each 
installation space of the installation table. It is possible in this 
way to operate the coating facility in a typical way when it is 
filled 100% with substrate elements to be coated uniformly, 
without losing the above-described flexibility of the facility. 
0020. Using the modification of Claim 11, for example, a 
selected Substrate carrier in direct proximity to a coating 
and/or treatment unit can be set into rotational movement 
without actuating the cyclic operation, whereby it is possible 
to deposit an extremely homogeneous coating which is pre 
cisely defined in its thickness on these selected substrate 
components. 
0021 Fundamentally, it is possible to put selected coating 
and/or treatment units into function Successively. The con 
struction according to the invention of the coating facility also 
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allows selected coating and/or treatment units to be operated 
synchronously, however, whereby further processing time is 
saved. 
0022 Exemplary embodiments of the invention are 
explained in greater detail hereafter on the basis of schematic 
drawings. In the figures: 
0023 FIG. 1 shows a perspective view of the interior of a 
coating facility with the coating chamber wall removed; 
0024 FIG. 2 schematically shows the top view of the 
coating facility according to FIG. 1 with closed coating cham 
ber; 
0025 FIG. 3 shows a schematic sectional view of the 
coating facility according to FIG. 2 in section corresponding 
to in FIG. 2; 
0026 FIG. 4 shows a perspective schematic view of 
selected drive components of the coating facility according to 
the invention; and 
0027 FIGS. 5A to 5D show views to illustrate different 
installation table positions during the performance of the 
method according to the invention. 
0028. The figures schematically show the components 
received in the interior of a processing chamber (not shown in 
greater detail) of a coating facility, which is required for 
coating Substrate components according to the PVD method 
or according to the reactive PVD method. In other words, the 
assemblies shown in the figures are situated in a coating 
chamber or vacuum chamber which can be evacuated and is 
preferably provided with various gas connections. Such 
vacuum chambers are known, so that a more precise descrip 
tion of this chamber can be dispensed with here. The special 
feature of the coating facility to be described in greater detail 
hereafter is how the interior of the deposition or treatment 
chamber which can be evacuated can be equipped in order to 
significantly increase the cost-effectiveness during operation 
of Such a facility and minimize the processing times of the 
facility because of improved flexibility. 
0029. For this purpose, a modular construction of the coat 
ing device is selected. Coating and/or treatment modules 12 
are situated at predetermined angular intervals around an 
installation table identified by 10. These coating and/or treat 
ment modules 12 are preferably formed by vaporizers or 
so-called sputter cathodes having targets which can be modu 
larly equipped, additional so-called shutters—not shown in 
greater detail—being able to be used. Such coating or treat 
ment modules are known per se, so that a more precise 
description of these components is Superfluous here. How 
ever, it is to be emphasized that the present invention is not 
restricted to special treatment/coating modules. Rather, all 
units regularly used in the coating process according to the 
PVD method can be employed. In addition to the coating/ 
treatment modules 12, additional heating units 14 are pro 
vided, which are typically situated between the treatment 
modules 12 and can also be implemented as modules. 
0030. An etching anode identified by 16 is located in the 
center of the installation table 10, which works together with 
a central filament cathode (not shown in greater detail in the 
figures), which is above the coating modules 12 and heating 
units 14 in the area of the cupola (not shown) of the coating 
chamber. 
0031 FIG. 1 shows the configuration of the modules 
required for the coating or treatment when the deposition or 
treatment chamber is opened, while the configuration is 
shown when the chamber is closed in the top view according 
to FIG. 2. This view shows that a part of the coating modules 
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12 and heating units 14 grouped around the installation table 
10 can be installed on a separate part, which is used as a 
charging door for the vacuum chamber. 
0032. The remaining coating and heating modules are 
installed on a carrier construction, which like the charging 
door has installation points for the flexible configuration of 
the coating and heating modules. 
0033. The installation table 10 is implemented as a type of 
carousel and carries—as is most obvious from FIG. 2 mul 
tiple, i.e., 8 in the exemplary embodiment shown, preferably 
identically designed installation spaces 18-1 to 18-8, which 
can be individually equipped with different modules. 
0034. A drive shaft 22 is associated with each installation 
space 18-1 to 18-8, each of which has a vertical rotational 
axis. In the installation spaces 18-2, 18-4, 18-6, and 18-8, the 
drive shaft 22 is coupled rotationally fixed to a vertical carrier 
shaft 24, which carries turntables 26 having plug receptacles 
34 holding substrate components, such as drills, at predeter 
mined and preferably settable axial intervals. The plug recep 
tacles are implemented so that the drills protrude from the 
plug receptacle with the surface sections to be coated or 
treated. 
0035) The carrier shaft 24 is stabilized using a support rod 
20 and a support arm 28. It can be ensured via a transmission 
(not shown in greater detail), that the plug receptacles and 
therefore also the substrate components execute a separate 
rotation in identical or opposite directions around the axis of 
the plug receptacle, which is also vertical, upon rotation of the 
turntables 26. 
0036 FIG. 4 schematically indicates, on the basis of kine 
matics somewhat altered from the view of FIGS. 1 to 3, how 
the rotational movement can be transmitted to the installation 
table 10 and the drive shafts 22. A drive gearwheel32, which 
is in mesh engagement with the internal gearing of a first ring 
gear 34, is located below the installation table 10. The ring 
gear 34 is connected rotationally fixed to an axially offset 
Second ring gear 36 having a larger diameter, which can be 
driven via its internal gearing using a first drive pinion 38. 
0037. The shaft 22 carrying the drive gearwheel 32 
extends rotatably mounted through the installation table 10 
and is also seated so it is rotatable in a gearwheel 40 located 
below the installation table 10, which is drivable via a second 
drive pinion 42. 
0038. Therefore, when the second drive pinion 42 is 
driven, the gearwheel 40 drives the drive shafts 22 and there 
fore the installation table 10 in the rotational direction. In this 
way, the installation table 10 can be cycled. 
0039 Simultaneously, the drive gearwheels 32 roll on the 
internal teeth of the first ring gear 34. Through suitable con 
trol of the rotary drive of the first drive pinion 38, the speed of 
the first ring gear 34 can be kept the same as the speed of the 
gearwheel 40, so that the drive shafts 22 do not rotate during 
the cyclic movement of the installation table 10. 
0040. In contrast, if the drive of the second drive pinion 42 
is stopped and the installation table remains indexed, all drive 
shafts 22 can be set into rotational movement simultaneously 
by activating the first drive pinion 38. 
0041. Some of the installation spaces, i.e., the installation 
spaces 18-1, 18-3, 18-5, and 18-7, are equipped differently 
from the installation spaces 18-2, 18-4, 18-6, and 18-8. They 
carry a cover plate 44, which has a holder 46 for a radially 
oriented shielding plate 48 above the covered drive shaft 22. 
A further, stationary installed shielding wall configuration 50 
is provided in each case between the two adjacent shielding 
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plates 48 of the installation spaces 18-1 and 18-7 or 18-3 and 
18-5, which is formed in each case by a convex plate 52 and 
a secant plate 54 and which shields the space between the 
adjacent radial shielding plate 48 from the adjacent installa 
tion spaces. The shielding plates 48 and the shielding wall 
configurations 50 are also designed as modules and they may 
be installed—depending on the configuration of the remain 
ing treatment/coating components—at different positions in 
the interior of the coating chamber. 
0042. The following effect results with the above-de 
scribed construction of the coating facility: 
0043. Not only the substrate carriers 2, but rather also the 
coating and/or treatment units 12, such as the vaporizer 
Sources, cathodes, targets, magnetrons, filament cathode(s). 
and the etching anode, as well as the heating modules 14, can 
be assembled modularly and configured in such away that the 
substrate components introduced in one batch into the facility 
can be subjected to different treatments (coating, surface 
treatment) in the coating and treatment chamber. Specifically, 
the substrate components, for example, different drills, can be 
assembled on different substrate carriers which are subjected 
to different treatments at various locations in the deposition or 
treatment chamber, at least the substrate components 56 
which are situated on a substrate carrier 26 exclusively being 
kept in the influence area of a very specific coating and/or 
treatment unit 12 via the shielding plates 48 and the shielding 
wall configuration 50. 
0044) Because, in addition, a drive device is provided, 
using which the relative location between the substrate carri 
ers 26 and the coating and/or treatment units 12 is changeable 
with closed deposition and/or treatment chamber, the possi 
bility results of cost-effectively operating the coating facility 
even if only a few substrate components must be provided 
with a specific coating or must be subjected to a specific 
treatment. This is because the coating and/or treatment units 
12. Such as vaporizers, cathodes, targets, magnetrons, fila 
ment cathode, and etching anode, as well as the shielding 
elements 48, 50, can be assembled from modules in the depo 
sition or treatment chamber according to a desired coating or 
treatment program for the substrate components, and the sub 
strate carriers 26 can be equipped accordingly with those of 
Substrate components which are to be subjected to the same 
treatment. Subsequently, the deposition or treatment chamber 
can be closed, after which the individual treatment or coating 
programs for the substrate components assembled in groups 
on the substrate carriers (26) can be run through in one batch. 
Heating and cooling the substrate components and substrate 
carriers multiple times can be dispensed with, whereby pro 
cessing time can be saved to a significant extent and the 
utilization of the coating facility can be greatly increased even 
in the case of small batches. 
0045. This will be explained on the basis of a treatment 
example on the basis of FIGS. 5A to 5D: 
I0046) For example, it is assumed that three different types 
of coatings are to be applied in one batch. In this case—as 
shown in FIG. 5A the positions 1, 3, 5, and 7 are occupied 
by bulkhead modules 48-1, 48-3, 48-5, and 48-7. Substrates 
are charged at the positions 2, 4, 6, and 8. 
0047. The processing phases of pumping, heating, and 
cooling are identical for all such carriers, the installation table 
10 or the carousel rotates around its axis. 
0048 For etching (ion etching), the carousel 10 stops and 
the substrate carriers 26 at the positions 4 and 8 rotate around 
their own axis. The etching phase can begin (FIG. 5A). 
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0049. As soon as the etching for positions 4 and 8 is 
completed, the drive cycles further and positions 2 and 6 are 
brought into the etching position (FIG. 5B). Positions 6 and 2 
now rotate around their own axis, until the ion bombardment 
is completed. 
0050. When the etching phase has been successfully com 
pleted, the coating begins (FIG.5C). The positions 4 and 8 
rotate around their own axis, and the respective right and left 
vaporizers assigned to these positions having the targets TiAl 
and Ti are fired, a shutter (not shown in greater detail) being 
opened—if provided—after burning off is completed (if pos 
sible). Position 4-after building up a suitable nitrogen atmo 
sphere is coated using titanium nitride and position 8 is 
coated using titanium aluminum nitride. Depending on the 
achieved coating thickness, the vaporizers are turned off and/ 
or the associated shutters are closed. The drive cycles further 
into the position according to FIG. 5D. 
0051 Positions 2 and 6 can now be coated using a nano 
layer. When positions 2 and 6 reach the respective vaporizer 
required for the next layer, the corresponding vaporizer fires 
and/or the shutter if provided is opened. The respective 
layer can be deposited. The position then rotates further 
around its own axis. 
0052 Each position can be coated individually or also 
simultaneously by various vaporizers. 
0053. In order to cycle further, the carousel rotates around 

its own axis. If all coatings have been deposited, the vaporiz 
ers are turned off. The entire batch is now cooled, after which 
the coating or treatment chamber, i.e., the vessel can be ven 
tilated. The process is completed. 
0054. This above-described process is only one possible 
variant. Depending on the number of vaporizers provided and 
the target materials thereof, the number of positions, and as a 
function of the construction of the bulkhead modules, various 
numbers of coating types are possible in one process. The fill 
level is also directly dependent on the mentioned conditions 
and thus variable. Shortened processes are also possible 
through the modular construction. In this case, only a reduced 
number of positions is charged and these are heated, pre 
treated, and coated in a targeted manner. 
0055. Of course, deviations from the above-described 
embodiment are possible without leaving the basic idea. 
Thus, of course, other coatings, for example, decorative coat 
ings can also be deposited. 
0056. Instead of the bulkhead modules which can be posi 
tioned at the installation spaces, bulkhead units, which are 
either inserted radially or axially into the interior of the treat 
ment chamber, can also be used, and/or moved and/or ori 
ented. 

0057. Furthermore, for example, a kinematic reversal can 
be performed in the area of the drive for the substrate carriers, 
so that the installation table remains stationary and the treat 
ment/coating units are driven. 
0058. Instead of the etching anode, other functional units 
can also be used for pretreating the Substrate in the coating 
chamber, the spatial configuration of these functional units 
also being able to vary in wide limits, for example, because of 
the process. 
0059 Finally, the drive kinematics can also be freely var 
ied to provide the required relative movements between the 
Substrate components and the coating or treatment units. It is 
solely decisive that the drive is capable of subjecting the 
installation table, the Substrate carriers, and advantageously 
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also the holders for the individual substrate components to a 
relative rotational movement in relation to the treatment units. 
0060 Operation as is possible using typical facilities may 
also be implemented using the described configuration. This 
is because all positions carry substrates. However, no bulk 
head modules 48,50 are then installed. All substrates located 
in the batch are treated comparably in the various processing 
phases. Only one type of coating is deposited. 
0061. A further possibility for operation is that the coating 
process is shortened in that only selected Substrate carriers are 
equipped and therefore the facility is only charged with a 
reduced quantity and, during the treatment, only the sector in 
which a treatment or coating is to be performed is heated. 
0062. The invention thus provides a device for the surface 
treatment and/or coating of Substrate components by deposi 
tion from the gas phase, in particular by physical deposition 
from the gas phase according to the PVD (physical vapor 
deposition) or the reactive PVD method. Multiple substrate 
carriers and multiple coating and/or treatment units. Such as 
vaporizer Sources, cathodes, targets, magnetrons, filament 
cathode, and etching anode, are situated in a deposition or 
treatment chamber which can be evacuated for more eco 
nomic utilization of the facility, it can be equipped modularly 
in Such a way that Substrate components introduced in one 
batch into the facility can be subjected to different treatments 
(coating, Surface treatment). 
0063. Furthermore, the invention provides a novel method 
for the Surface treatment and/or coating of Substrate compo 
nents, using which coating facilities according to the PVD 
(physical vapor deposition) or the reactive PVD method can 
be operated significantly more cost-effectively. It is charac 
terized by the following method steps: 
0064 a) assembling coating and/or treatment units (vapor 
izers, cathodes, targets, magnetrons, filament cathode, and 
etching anode) as well as shielding elements from modules 
in the deposition or treatment chamber corresponding to a 
desired coating or treatment program for the Substrate 
components; 

0065 b) equipping the substrate carriers with the substrate 
components which are to be subjected to the same treat 
ment, 

0.066 c) closing the deposition or treatment chamber; and 
0067 d) running through the individual treatment or coat 
ing programs for the Substrate components, which are 
assembled in groups on the Substrate carriers, in one batch. 
1. A device for the surface treatment and/or coating of 

Substrate components by deposition from the gas phase, in 
particular by physical deposition from the gas phase accord 
ing to the PVD (physical vapor deposition) or the reactive 
PVD method, having a deposition or treatment chamber 
which can be evacuated, and in which multiple substrate 
carriers (26) and multiple coating and/or treatment units (12. 
14, 16) (vaporizer Sources, cathodes, targets, magnetrons, 
heating units, filament cathode, and etching anode) are situ 
ated, characterized by an ability to equip the facility modu 
larly in such a way that the substrate components (56) intro 
duced in one batch into the facility can be subjected to 
different treatments (coating, Surface treatment). 

2. The device according to claim 1, characterized in that the 
substrate components (56) are subjected to the different treat 
ments at various locations (positions 1 to 8) in the deposition 
or treatment chamber. 

3. The device according to claim 1, characterized in that at 
least one shielding unit (48.50, 52,54) can be received in the 
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deposition or treatment chamber, using which at least the 
substrate components (56) which situated on one substrate 
carrier (24, 26) are kept exclusively in the influence area of a 
coating and/or treatment unit (12). 

4. The device according to claim3, characterized in that the 
shielding unit (48.50, 52,54) is implemented as a module and 
is preferably formed from planar components, such as a par 
tition wall configuration (48.50) which can be assembled 
from plates (48, 52,54). 

5. The device according to claim 1, characterized by a unit 
(10, 32 to 42), using which the relative location between the 
Substrate carriers (24, 26) and the coating and/or treatment 
units (12) is changeable when the deposition or treatment 
chamber is closed. 

6. The device according to claim 5, characterized by an 
installation table (10), which is received in the deposition or 
treatment chamber radially inside a carrier construction for 
the coating and/or treatment units (12, 14, vaporizer Sources, 
cathodes, targets, magnetrons), and which has a plurality of 
installation spaces (18-1 to 18-8), which are equipped with a 
drive source (22) for the substrate carriers (24, 26), distributed 
over its circumference. 

7. The device according to claim 6, characterized in that the 
installation spaces can be equipped with Substrate carriers 
(24, 24) and/or shielding units (48.50). 

8. The device according to claim 6, characterized by a drive 
and indexing unit (10, 32 to 42), using which a relative rota 
tional movement between installation table (10) and carrier 
construction is controllable. 

9. The device according to claim8, characterized in that the 
installation table (10) has a rotary drive. 

10. The device according to claim 6, characterized in that 
the drive of the substrate carriers (24, 26) is discharged onto 
the substrate components (56). 

11. The device according to claim 6, characterized in that 
the rotational movement of at least one substrate carrier is 
decoupled from the cyclic movement of the installation table. 
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12. The device according to claim 1, characterized in that at 
least selected coating and/or treatment units (12-1, 12-2) are 
operable synchronously. 

13. The device according to claim 6, characterized in that 
the carrier construction is equipped with installation positions 
for the coating and/or treatment units (12) and/or heating 
units (14). 

14. A method for the surface treatment and/or coating of 
Substrate components using deposition from the gas phase, in 
particular using physical deposition from the gas phase 
according to the PVD (physical vapor deposition) or the 
reactive PVD method, in which the substrate components are 
housed together with multiple Substrate carriers in a deposi 
tion or treatment chamber which can be evacuated, charac 
terized by the following method steps: 

a) assembling coating and/or treatment units (12, vaporiz 
ers, cathodes, targets, magnetrons, filament cathode, and 
etching anode) and/or heating units (16) as well as 
shielding elements (48.50) from modules in the depo 
sition or treatment chamber according to a desired coat 
ing or treatment program for the Substrate components 
(56); 

b) equipping the substrate carriers (26) with those substrate 
components (56) which are to be subjected to the same 
treatment, 

c) closing the deposition or treatment chamber; and 
d) executing the individual treatment or coating programs 

for the substrate components (56) assembled on the sub 
strate carriers (24, 26) in one batch. 

15. The method according to claim 14, characterized in 
that, in method step d), the individual substrate carriers (24. 
26) are brought as needed in a cyclic manner into the relative 
position which is optimized for the respective surface treat 
ment for the respective associated coating and/or treatment 
unit (12). 


