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(57) ABSTRACT 

Methods and devices are provided for support of a body 
structure. The devices can be adjusted within the body of a 
patient in a minimally invasive or non-invasive manner Such 
as by applying energy percutaneously or external to the 
patient's body. The energy may include, for example, acous 
tic energy, radio frequency energy, light energy and mag 
netic energy. Thus, as the body Structure changes Size and/or 
shape, the size and/or shape of the annuloplasty rings can be 
adjusted to provide continued reinforcement. In certain 
embodiments, the devices include a body member including 
a shape memory material. The shape memory material is 
configured to transform from a first shape to a Second shape 
in response to being heated. The devices also include a 
thermally insulative material at least partially covering the 
body member and a thermally conductive material extending 
into the thermally insulative material. The thermally con 
ductive material is configured to communicate thermal 
energy to the body member. 
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THERMAL CONDUCTOR FOR ADJUSTABLE 
CARDIAC VALVE IMPLANT 

RELATED APPLICATIONS 

0001) This application claims the benefit under 35 U.S.C. 
S 119(e) of U.S. Provisional Application No. 60/584,432, 
filed Jun. 29, 2004, the entirety of which is hereby incor 
porated by reference herein. 

BACKGROUND OF THE INVENTION 

0002) 1. Field of the Invention 
0003. The present invention relates to methods and 
devices for reinforcing dysfunctional heart Valves and other 
body Structures. More specifically, the present invention 
relates to annuloplasty rings that can be adjusted within the 
body of a patient. 

0004 2. Description of the Related Art 
0005 The circulatory system of mammals includes the 
heart and the interconnecting vessels throughout the body 
that include both veins and arteries. The human heart 
includes four chambers, which are the left and right atrium 
and the left and right ventricles. The mitral valve, which 
allows blood flow in one direction, is positioned between the 
left ventricle and left atrium. The tricuspid valve is posi 
tioned between the right ventricle and the right atrium. The 
aortic valve is positioned between the left ventricle and the 
aorta, and the pulmonary valve is positioned between the 
right Ventricle and pulmonary artery. The heart Valves func 
tion in concert to move blood throughout the circulatory 
System. The right Ventricle pumps oxygen-poor blood from 
the body to the lungs and then into the left atrium. From the 
left atrium, the blood is pumped into the left ventricle and 
then out the aortic valve into the aorta. The blood is then 
recirculated throughout the tissues and organs of the body 
and returns once again to the right atrium. 
0006 If the valves of the heart do not function properly, 
due either to disease or congenital defects, the circulation of 
the blood may be compromised. Diseased heart Valves may 
be Stenotic, wherein the valve does not open Sufficiently to 
allow adequate forward flow of blood through the valve, 
and/or incompetent, wherein the valve does not close com 
pletely. Incompetent heart Valves cause regurgitation or 
excessive backward flow of blood through the valve when 
the valve is closed. For example, certain diseases of the heart 
Valves can result in dilation of the heart and one or more 
heart valves. When a heart valve annulus dilates, the valve 
leaflet geometry deforms and causes ineffective closure of 
the valve leaflets. The ineffective closure of the valve can 
cause regurgitation of the blood, accumulation of blood in 
the heart, and other problems. 

0007 Diseased or damaged heart valves can be treated by 
Valve replacement Surgery, in which damaged leaflets are 
excised and the annulus is Sculpted to receive a replacement 
Valve. Another repair technique that has been shown to be 
effective in treating incompetence is annuloplasty, in which 
the effective size of the valve annulus is contracted by 
attaching a prosthetic annuloplasty repair Segment or ring to 
an interior wall of the heart around the valve annulus. The 
annuloplasty ring reinforces the functional changes that 
occur during the cardiac cycle to improve coaptation and 
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Valve integrity. Thus, annuloplasty rings help reduce reverse 
flow or regurgitation while permitting good hemodynamics 
during forward flow. 
0008 Generally, annuloplasty rings comprise an inner 
Substrate of a metal Such as StainleSS Steel or titanium, or a 
flexible material Such as silicon rubber or Dacron(E). The 
inner Substrate is generally covered with a biocompatible 
fabric or cloth to allow the ring to be sutured to the heart 
tissue. Annuloplasty rings may be Stiff or flexible, may be 
open or closed, and may have a variety of shapes including 
circular, D-shaped, or C-shaped. The configuration of the 
ring is generally based on the shape of the heart Valve being 
repaired or on the particular application. For example, the 
tricuspid valve is generally circular and the mitral valve is 
generally D-shaped. Further, C-shaped rings may be used for 
tricuspid valve repairs, for example, because it allows a 
Surgeon to position the break in the ring adjacent the 
atrioventricular node, thus avoiding the need for Suturing at 
that location. 

0009 Annuloplasty rings support the heart valve annulus 
and restore the valve geometry and function. Although the 
implantation of an annuloplasty ring can be effective, the 
heart of a patient may change geometry over time after 
implantation. For example, the heart of a child will grow as 
the child ages. AS another example, after implantation of an 
annuloplasty ring, dilation of the heart caused by accumu 
lation of blood may cease and the heart may begin returning 
to its normal size. Whether the size of the heart grows or 
reduces after implantation of an annuloplasty ring, the ring 
may no longer be the appropriate Size for the changed size 
of the valve annulus. 

SUMMARY OF THE INVENTION 

0010 Thus, it would be advantageous to develop systems 
and methods for reinforcing a heart Valve annulus or other 
body Structure using an annuloplasty device that can be 
adjusted within the body of a patient in a minimally invasive 
or non-invasive manner. In an embodiment, an adjustable 
annuloplasty device includes a body member configured to 
conform at least partially to a cardiac valve annulus. The 
body member includes a shape memory material configured 
to transform from a first shape to a Second shape in response 
to being heated. The annuloplasty device further includes a 
thermally insulative material at least partially covering Said 
body member and a thermally conductive material extending 
into said thermally insulative material. The thermally con 
ductive material is configured to communicate thermal 
energy to the body member. The thermally conductive 
material can be configured as an imaging marker and can 
include a radiopaque material. The annuloplasty device 
further includes a Suturable material at least partially cov 
ering Said thermally insulative material. The thermally con 
ductive material can be disposed at least partially over Said 
Suturable material and can provide indicia of one or more 
Valve commissure locations after Said annuloplasty device is 
implanted on or near a heart Valve annulus. The thermally 
conductive material can include at least one of a metallic 
wire or a metallic ribbon and the body member can be 
Selected from a variety of shapes including, for example, 
ring shaped, C-shaped and D-shaped. 

0011. In another embodiment, an adjustable annuloplasty 
device includes a body member configured to conform at 
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least partially to a cardiac valve annulus. The body member 
includes a shape memory material configured to transform 
from a first shape to a Second shape in response to being 
heated. The annuloplasty device further includes a thermally 
conductive member adjacent Said body member, Said ther 
mally conductive material configured to communicate ther 
mal energy to Said body member. The thermally conductive 
member can be further configured as an imaging marker and 
may include a radiopaque material. The annuloplasty device 
may further include a Suturable material at least partially 
covering said body member. The thermally conductive 
member can be disposed at least partially over Said Suturable 
material and the thermally conductive member can provide 
indicia of one or more valve commissure locations after said 
adjustable annuloplasty device is implanted on or near a 
heart valve annulus. The thermally conductive member can 
include at least one of a metallic wire or a metallic ribbon, 
and the body member may be selected from a variety of 
shapes including, for example, ring Shaped, C-shaped and 
D-shaped. 
0012. In another embodiment, an adjustable annuloplasty 
device includes a body member having a material that 
exhibits a ferromagnetic shape memory effect. The body 
member has a first size of a dimension of Said device in a 
first configuration and a Second size of Said dimension of 
Said device in a Second configuration. The body member is 
configured to be implanted into a heart So as to reinforce a 
cardiac valve annulus in Said first configuration. The body 
member is configured to transform from said first configu 
ration to Said Second configuration in Vivo in response to a 
magnetic field inducing Said ferromagnetic shape memory 
effect. The body member in Said Second configuration is 
configured to reduce a size of Said cardiac valve annulus. 
The Shape memory material may include at least one of 
Fe-C, Fe-Pd, Fe-Mn-Si, Co-Mn, Fe-Co-Ni-Ti, 
Ni-Mn-Ga, NiMnGa, and Co-Ni-Al. The body mem 
ber can be configured to transform from Said first configu 
ration to Said Second configuration without Substantially 
changing the temperature of Said ferromagnetic shape 
memory material. The device can have a ring shape, a 
C-shape, a D-shape, or other shape. 
0013 In another embodiment, an adjustable annuloplasty 
device includes a body member including a shape memory 
material and an energy absorption enhancement material 
configured to absorb energy in response to a first activation 
energy. The energy absorption enhancement material is in 
thermal communication with Said shape memory material. 
The body member has a first size of a body dimension in a 
first configuration and a Second Size of Said body dimension 
in a Second configuration. The body member is configured to 
be implanted in Said first configuration into a heart. The body 
member is configured to transform from Said first configu 
ration to Said Second configuration in response to Said first 
activation energy. The Second configuration is configured to 
reduce a dimension of a cardiac valve annulus in Said heart. 
The energy absorption enhancement material may be further 
configured to heat in response to Said first activation energy 
and may be configured to transfer heat to Said shape memory 
material. 

0.014. The shape memory material can include at least 
one of a metal, a metal alloy, a nickel titanium alloy, a shape 
memory polymer, polylactic acid, and polyglycolic acid. 
The annuloplasty device may further include an electrically 
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conductive material configured to conduct a current in 
response to Said first activation energy and to transfer 
thermal energy to Said shape memory material. The annu 
loplasty device may further include a Suturable material 
configured to facilitate attachment of Said body member to 
Said cardiac valve annulus. The body member can have a 
third size of Said body dimension in a third configuration, 
wherein Said third size is larger than Said Second size, and 
wherein Said body member is configured to transform to Said 
third configuration in response to a Second activation energy 
to increase Said dimension of Said cardiac valve annulus. 
The body member can have a third size of said body 
dimension in a third configuration, wherein Said third size is 
Smaller than Said Second size, and wherein Said body mem 
ber is configured to transform to Said third configuration in 
response to a Second activation energy to decrease Said 
dimension of Said cardiac valve annulus. The energy absorp 
tion enhancement material can include a nanoparticle that 
may include, for example, at least one of a nanoshell and a 
nanosphere. The energy absorption enhancement material 
can be radiopaque. 

0015. In another embodiment, an adjustable annuloplasty 
ring includes a tubular member configured to be attached to 
or near a cardiac valve annulus. The tubular member 
includes a receptacle end and an insert end configured to 
couple with Said receptacle end of Said tubular member Such 
that Said tubular member Substantially forms a shape of a 
ring. The insert end is configured to move with respect to 
Said receptacle end to change a circumference of Said ring. 
The tubular member can further include a shape memory 
material configured to change, after implantation in a 
patient's body, from a first shape to a Second shape in 
response to an activation energy, wherein Said shape change 
causes Said change in the circumference of Said ring. The 
tubular member can further include an energy absorption 
enhancement material disposed within Said tubular member. 
The energy absorption enhancement material facilitates 
transfer of heat to Said shape memory material. The energy 
absorption enhancement material can be further disposed on 
an outer Surface of Said tubular member. The tubular mem 
ber can further include a ratchet member configured to allow 
Said insert end to move predominantly in a first direction 
with respect to Said receptacle end, and to resist movement 
in a Second, opposite direction. The annuloplasty ring can be 
ring shaped, C-shaped, D-shaped, or another shape. 

0016. In another embodiment, an adjustable annuloplasty 
ring includes a body member configured to be attached to or 
near a cardiac valve annulus. The body member includes a 
first end and a Second end configured to couple with Said first 
end of said body member such that said body member 
Substantially forms a shape of a ring. The Second end is 
configured to move with respect to Said first end to change 
a circumference of Said ring. The body member can further 
include a shape memory material configured to change, after 
implantation in a patient's body, from a first shape to a 
Second shape in response to an activation energy, wherein 
Said shape change causes said change in the circumference 
of Said ring. The body member can further include an energy 
absorption enhancement material that facilitates transfer of 
heat to Said shape memory material. The body member can 
further include a ratchet member configured to allow Said 
Second end to move predominantly in a first direction with 
respect to Said first end, and to resist movement in a Second, 
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opposite direction. The annuloplasty ring can be ring 
shaped, C-shaped, D-shaped, or another shape. 
0.017. In another embodiment, an adjustable annuloplasty 
ring includes a first shape memory member configured to 
transform Said annuloplasty ring from a first configuration 
having a first Size of a ring dimension to a Second configu 
ration having a Second Size of the ring dimension. The 
Second size is less than Said first size. The ring also includes 
a Second shape memory member configured to transform 
Said annuloplasty ring from Said Second configuration to a 
third configuration having a third size of the ring dimension. 
The second size is less than said third size. The first shape 
memory member can be configured to change shape in 
response to being heated to a first temperature and the 
Second shape memory member can be configured to change 
shape in response to being heated to a Second temperature. 
The first temperature can be lower than Said Second tem 
perature or the Second temperature can be lower than Said 
first temperature. At least one of Said first shape memory 
member and Said Second shape memory member can include 
at least one of a metal, a metal alloy, a nickel titanium alloy, 
a shape memory polymer, polylactic acid, and polyglycolic 
acid. At least one of Said first shape memory member and 
Said Second shape memory member can be configured to 
change shape in response to a magnetic field. At least one of 
Said first shape memory member and Said Second shape 
memory member can include at least one of Fe-C, Fe-Pd, 
Fe-Mn-Si, Co-Mn, Fe-Co-Ni-Ti, Ni-Mn-Ga, 
NiMnGa, and Co-Ni-Al. The ring dimension can be a 
Septolateral dimension. 
0.018. In another embodiment, an adjustable annuloplasty 
ring includes a first shape memory member configured to 
transform Said annuloplasty ring from a first configuration 
having a first Size of a ring dimension to a Second configu 
ration having a Second size of the ring dimension, wherein 
Said Second size is less than Said first size, and a Second 
shape memory member configured to transform Said annu 
loplasty ring from Said Second size to a third size of the ring 
dimension, wherein Said third size is less than Said Second 
SZC. 

0019. In another embodiment, an adjustable annuloplasty 
ring includes a first shape memory member configured to 
transform Said annuloplasty ring from a first configuration 
having a first Size of a ring dimension to a Second configu 
ration having a Second size of the ring dimension, wherein 
Said first size is less than Said Second size, and a Second 
shape memory member configured to transform Said annu 
loplasty ring from Said Second configuration to a third 
configuration having a third size of the ring dimension, 
wherein Said third size is less than Said Second size. 

0020. In another embodiment, an adjustable annuloplasty 
ring includes a first shape memory member configured to 
transform Said annuloplasty ring from a first configuration 
having a first Size of a ring dimension to a Second configu 
ration having a Second size of the ring dimension, wherein 
Said first size is less than Said Second size, and a Second 
shape memory member configured to transform Said annu 
loplasty ring from Said Second configuration to a third 
configuration having a third size of the ring dimension, 
wherein Said Second size is less than Said third size. 

0021. In another embodiment, an annuloplasty device 
configured to Support a heart Valve includes an anterior 
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portion, a posterior portion, and two lateral portions corre 
sponding to interSections of Said anterior portion and Said 
posterior portion. The annuloplasty device has a first shape 
in a first configuration and a Second shape in a Second 
configuration. The annuloplasty device is configured to 
transform from Said first configuration to Said Second con 
figuration in response to a first activation energy applied 
thereto. The transformation is configured to reduce a dis 
tance between Said anterior portion and Said posterior por 
tion without Substantially decreasing a distance between Said 
two lateral portions. The annuloplasty device can also 
include one or more imaging markers that can include, for 
example, radiopaque markers. The transformation can be 
further configured to increase Said distance between said two 
lateral portions. 
0022. In another embodiment, the annuloplasty device 
further includes a wire that extends at least partially along 
Said anterior and posterior portions, and a first shape 
memory member at least partially covering or contacting 
Said wire. The wire can be Selected from the group consist 
ing of a round wire, a flat wire, a mesh wire, a rod-shaped 
wire, and a band-shaped wire. The first shape memory 
member can include a tubular structure, wherein at least a 
portion of Said wire passes through Said tubular structure. 
The tubular Structure can include a first shape memory body 
configured to respond to Said first activation energy by 
bending Said wire Such that Said annuloplasty device trans 
forms from Said first shape to Said Second shape. 
0023 The tubular structure can further include a second 
shape memory body configured to respond to a Second 
activation energy by bending Said wire Such that Said annu 
loplasty device transforms from Said Second shape to a third 
shape. The annuloplasty device in Said third shape can have 
a reduced distance between Said anterior portion and Said 
posterior portion as compared to Said Second shape. Alter 
natively, the annuloplasty device in Said third shape can have 
an increased distance between said anterior portion and Said 
posterior portion as compared to Said Second shape. At least 
one of Said first activation energy and Said Second activation 
energy can include a magnetic field, acoustic energy, radio 
frequency energy. In certain embodiments, the first shape 
memory body can change to a first activation temperature in 
response to Said first activation energy, wherein Said Second 
shape memory body changes to a Second activation tem 
perature in response to Said Second activation energy. The 
first activation temperature can be lower than Said Second 
activation temperature. 
0024. In certain embodiments, the annuloplasty device 
further includes a first shape memory band that extends at 
least partially along Said anterior and posterior portions. The 
first shape memory band loops back on itself in a curvilinear 
configuration Such that portions of Said first shape memory 
band overlap one another. The first shape memory band can 
be configured to change its length in response to Said first 
activation energy Such that Said overlapping portions Slide 
with respect to one another to change Said annuloplasty 
device from Said first configuration to Said Second configu 
ration. The annuloplasty device can further include a Second 
shape memory band at least partially disposed between or 
adjacent to Said overlapping portions of Said first shape 
memory band. The Second shape memory band can be 
configured to respond to a Second activation energy to 
transform Said annuloplasty device from Said Second con 
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figuration to a third configuration. The annuloplasty device 
in Said third configuration can have a reduced distance 
between Said anterior portion and Said posterior portion as 
compared to Said Second shape. Alternatively, the annulo 
plasty device in Said third configuration can have an 
increased distance between Said anterior portion and Said 
posterior portion as compared to Said Second shape. At least 
one of Said first activation energy and Said Second activation 
energy can include a magnetic field, acoustic energy, radio 
frequency energy, or another form of energy. The first shape 
memory band can change to a first activation temperature in 
response to Said first activation energy, wherein Said Second 
shape memory band changes to a Second activation tem 
perature in response to Said Second activation energy. 
0.025 In another embodiment, an annuloplasty device 
changes a patient's cardiac valve annulus size in an antero 
posterior dimension without Substantially changing Said 
annulus in a lateral dimension. The changing occurs in 
response to a transmission of energy from a non-invasive 
Source external to the patient's heart to Said annuloplasty 
device. 

0026. For purposes of Summarizing the invention, certain 
aspects, advantages and novel features of the invention have 
been described herein. It is to be understood that not 
necessarily all Such advantages may be achieved in accor 
dance with any particular embodiment of the invention. 
Thus, the invention may be embodied or carried out in a 
manner that achieves or optimizes one advantage or group of 
advantages as taught herein without necessarily achieving 
other advantages as may be taught or Suggested herein. 

BRIEF DESCRIPTION OF THE DRAWINGS 

0.027 Systems and methods which embody the various 
features of the invention will now be described with refer 
ence to the following drawings: 
0028 FIG. 1A is a top view in partial section of an 
adjustable annuloplasty ring according to certain embodi 
ments of the invention; 
0029 FIG. 1B is a side view of the annuloplasty ring of 
FIG. 1A; 

0030 FIG. 1C is a transverse cross-sectional view of the 
annuloplasty ring of FIG. 1A; 
0.031 FIG. 2 is a graphical representation of the diameter 
of an annuloplasty ring in relation to the temperature of the 
annuloplasty ring according to certain embodiments of the 
invention; 

0.032 FIG. 3A is a top view in partial section of an 
adjustable annuloplasty ring having a D-shaped configura 
tion according to certain embodiments of the invention; 
0033 FIG. 3B is a side view of the annuloplasty ring of 
FIG. 3A; 

0034 FIG. 3C is a transverse cross-sectional view of the 
annuloplasty ring of FIG. 3A; 
0.035 FIG. 4A is a top view of an annuloplasty ring 
having a Substantially circular configuration according to 
certain embodiments of the invention; 
0.036 FIG. 4B is a side view of the annuloplasty ring of 
FIG. 4A; 
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0037 FIG. 4C is a transverse cross-sectional view of the 
annuloplasty ring of FIG. 4A; 

0038 FIG. 5 is a top view of an annuloplasty ring having 
a Substantially D-shaped configuration according to certain 
embodiments of the invention; 

0039 FIG. 6A is a schematic diagram of a top view of a 
shape memory wire having a Substantially D-shaped con 
figuration according to certain embodiments of the inven 
tion; 

0040 FIGS. 6B-6E are schematic diagrams of side views 
of the shape memory wire of FIG. 6A according to certain 
embodiments of the invention; 

0041 FIG. 7A is a perspective view in partial section of 
an annuloplasty ring comprising the shape memory wire of 
FIG. 6A according to certain embodiments of the invention; 
0042 FIG. 7B is a perspective view in partial section of 
a portion of the annuloplasty ring of FIG. 7A, 

0043 FIG. 8 is a schematic diagram of a shape memory 
wire having a Substantially C-shaped configuration accord 
ing to certain embodiments of the invention; 
0044 FIG. 9A is a perspective view in partial section of 
an annuloplasty ring comprising the shape memory wire of 
FIG. 8 according to certain embodiments of the invention; 

004.5 FIG.9B is a perspective view in partial section of 
a portion of the annuloplasty ring of FIG. 9A; 

0046 FIG. 10A is a perspective view in partial section an 
annuloplasty ring comprising a first shape memory wire and 
a Second shape memory wire according to certain embodi 
ments of the invention; 

0047 FIG. 10B is a top cross-sectional view of the 
annuloplasty ring of FIG. 10A; 

0048 FIG. 11A is a perspective view in partial section of 
an annuloplasty ring comprising a first shape memory wire 
and a Second shape memory wire according to certain 
embodiments of the invention; 

0049 FIG. 11B is a top cross-sectional view of the 
annuloplasty ring of FIG. 11A; 

0050 FIG. 12 is a perspective view of a shape memory 
wire wrapped in a coil according to certain embodiments of 
the invention; 

0051 FIGS. 13A and 13B are schematic diagrams illus 
trating an annuloplasty ring according to certain embodi 
ments of the invention; 

0052 FIG. 14 is a schematic diagram illustrating an 
annuloplasty ring according to certain embodiments of the 
invention; 

0053 FIG. 15 is a schematic diagram illustrating an 
annuloplasty ring according to certain embodiments of the 
invention; 

0054 FIGS. 16A and 16B are schematic diagrams illus 
trating an annuloplasty ring having a plurality of tempera 
ture response Zones or Sections according to certain embodi 
ments of the invention; 
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0055 FIGS. 17A and 17B are schematic diagrams illus 
trating an annuloplasty ring having a plurality of tempera 
ture response Zones or Sections according to certain embodi 
ments of the invention; 

0056 FIG. 18 is a sectional view of a mitral valve with 
respect to an exemplary annuloplasty ring according to 
certain embodiments of the invention; 
0057 FIG. 19 is a schematic diagram of a substantially 
C-shaped wire comprising a shape memory material con 
figured to contract in a first direction and expand in a Second 
direction according to certain embodiments of the invention; 
0.058 FIGS. 20A and 20B are schematic diagrams of a 
body member usable by an annuloplasty ring according to 
certain embodiments of the invention; 
0059 FIGS. 21A and 21B are schematic diagrams of a 
body member usable by an annuloplasty ring according to 
certain embodiments of the invention; 
0060 FIGS. 22A and 22B are schematic diagrams of a 
body member usable by an annuloplasty ring according to 
certain embodiments of the invention; 

0061 FIG. 23 is a transverse cross-sectional view of the 
body member of FIGS. 21A and 21B; 
0.062 FIG. 24 is a perspective view of a body member 
uSable by an annuloplasty ring according to certain embodi 
ments comprising a first shape memory band and a Second 
shape memory band; 
0.063 FIG. 25A is a schematic diagram illustrating the 
body member of FIG. 24 in a first configuration or shape 
according to certain embodiments of the invention; 
0.064 FIG. 25B is a schematic diagram illustrating the 
body member of FIG. 24 in a second configuration or shape 
according to certain embodiments of the invention; 
0065 FIG. 25C is a schematic diagram illustrating the 
body member of FIG. 24 in a third configuration or shape 
according to certain embodiments of the invention; 
0.066 FIG. 26 is a perspective view illustrating an annu 
loplasty ring comprising one or more thermal conductors 
according to certain embodiments of the invention; 
0067 FIGS. 27A-27C are transverse cross-sectional 
views of the annuloplasty ring of FIG. 26 schematically 
illustrating exemplary embodiments of the invention for 
conducting thermal energy to an internal shape memory 
wire; and 
0068 FIG. 28 is a schematic diagram of an annuloplasty 
ring comprising one or more thermal conductors according 
to certain embodiments of the invention. 

DETAILED DESCRIPTION OF THE 
PREFERRED EMBODIMENT 

0069. The present invention involves systems and meth 
ods for reinforcing dysfunctional heart Valves and other 
body Structures with adjustable rings. In certain embodi 
ments, an adjustable annuloplasty ring is implanted into the 
body of a patient Such as a human or other animal. The 
adjustable annuloplasty ring is implanted through an inci 
Sion or body opening either thoracically (e.g., open-heart 
Surgery) or percutaneously (e.g., via a femoral artery or vein, 
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or other arteries or veins) as is known to Someone skilled in 
the art. The adjustable annuloplasty ring is attached to the 
annulus of a heart Valve to improve leaflet coaptation and to 
reduce regurgitation. The annuloplasty ring may be Selected 
from one or more shapes comprising a round or circular 
shape, an Oval shape, a C-shape, a D-shape, a U-shape, an 
open circle shape, an open oval shape, and other curvilinear 
shapes. 

0070 The size of the annuloplasty ring can be adjusted 
postoperatively to compensate for changes in the size of the 
heart. AS used herein, "postoperatively refers to a time after 
implanting the adjustable annuloplasty ring and closing the 
body opening through which the adjustable annuloplasty 
ring was introduced into the patient's body. For example, the 
annuloplasty ring may be implanted in a child whose heart 
grows as the child gets older. Thus, the Size of the annulo 
plasty ring may need to be increased. AS another example, 
the size of an enlarged heart may start to return to its normal 
Size after an annuloplasty ring is implanted. Thus, the size of 
the annuloplasty ring may need to be decreased postopera 
tively to continue to reinforce the heart Valve annulus. 

0071. In certain embodiments, the annuloplasty ring 
comprises a shape memory material that is responsive to 
changes in temperature and/or exposure to a magnetic field. 
Shape memory is the ability of a material to regain its shape 
after deformation. Shape memory materials include poly 
mers, metals, metal alloys and ferromagnetic alloys. The 
annuloplasty ring is adjusted in Vivo by applying an energy 
Source to activate the shape memory material and cause it to 
change to a memorized shape. The energy Source may 
include, for example, radio frequency (RF) energy, X-ray 
energy, microwave energy, ultraSonic energy Such as 
focused ultrasound, high intensity focused ultrasound 
(HIFU) energy, light energy, electric field energy, magnetic 
field energy, combinations of the foregoing, or the like. For 
example, one embodiment of electromagnetic radiation that 
is useful is infrared energy having a wavelength in a range 
between approximately 750 nanometers and approximately 
1600 nanometers. This type of infrared radiation may be 
produced efficiently by a Solid State diode laser. In certain 
embodiments, the annuloplasty ring implant is Selectively 
heated using short pulses of energy having an on and off 
period between each cycle. The energy pulses provide 
Segmental heating which allows Segmental adjustment of 
portions of the annuloplasty ring without adjusting the entire 
implant. 

0072. In certain embodiments, the annuloplasty ring 
includes an energy absorbing material to increase heating 
efficiency and localize heating in the area of the shape 
memory material. Thus, damage to the Surrounding tissue is 
reduced or minimized. Energy absorbing materials for light 
or laser activation energy may include nanoshells, nano 
Spheres and the like, particularly where infrared laser energy 
is used to energize the material. Such nanoparticles may be 
made from a dielectric, Such as Silica, coated with an ultra 
thin layer of a conductor, Such as gold, and be Selectively 
tuned to absorb a particular frequency of electromagnetic 
radiation. In certain Such embodiments, the nanoparticles 
range in size between about 5 nanometers and about 20 
nanometers and can be Suspended in a Suitable material or 
Solution, Such as Saline Solution. Coatings comprising nano 
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tubes or nanoparticles can also be used to absorb energy 
from, for example, HIFU, MRI, inductive heating, or the 
like. 

0073. In other embodiments, thin film deposition or other 
coating techniques Such as Sputtering, reactive Sputtering, 
metal ion implantation, physical vapor deposition, and 
chemical deposition can be used to cover portions or all of 
the annuloplasty ring. Such coatings can be either Solid or 
microporous. When HIFU energy is used, for example, a 
microporous Structure traps and directs the HIFU energy 
toward the shape memory material. The coating improves 
thermal conduction and heat removal. In certain embodi 
ments, the coating also enhances radio-opacity of the annu 
loplasty ring implant. Coating materials can be Selected 
from various groups of biocompatible organic or non-or 
ganic, metallic or non-metallic materials. Such as Titanium 
Nitride (TiN), Iridium Oxide (Irox), Carbon, Platinum black, 
Titanium Carbide (TiC) and other materials used for pace 
maker electrodes or implantable pacemaker leads. Other 
materials discussed herein or known in the art can also be 
used to absorb energy. 
0.074. In addition, or in other embodiments, fine conduc 
tive wires Such as platinum coated copper, titanium, tanta 
lum, Stainless Steel, gold, or the like, are wrapped around the 
shape memory material to allow focused and rapid heating 
of the shape memory material while reducing undesired 
heating of Surrounding tissues. 
0075. In certain embodiments, the energy source is 
applied Surgically either during implantation or at a later 
time. For example, the shape memory material can be heated 
during implantation of the annuloplasty ring by touching the 
annuloplasty ring with warm object. AS another example, the 
energy Source can be Surgically applied after the annulo 
plasty ring has been implanted by percutaneously inserting 
a catheter into the patient's body and applying the energy 
through the catheter. For example, RF energy, light energy 
or thermal energy (e.g., from a heating element using 
resistance heating) can be transferred to the shape memory 
material through a catheter positioned on or near the shape 
memory material. Alternatively, thermal energy can be pro 
Vided to the shape memory material by injecting a heated 
fluid through a catheter or circulating the heated fluid in a 
balloon through the catheter placed in close proximity to the 
shape memory material. AS another example, the shape 
memory material can be coated with a photodynamic 
absorbing material which is activated to heat the shape 
memory material when illuminated by light from a laser 
diode or directed to the coating through fiber optic elements 
in a catheter. In certain Such embodiments, the photody 
namic absorbing material includes one or more drugs that 
are released when illuminated by the laser light. 
0.076. In certain embodiments, a removable subcutaneous 
electrode or coil couples energy from a dedicated activation 
unit. In certain Such embodiments, the removable Subcuta 
neous electrode provides telemetry and power transmission 
between the System and the annuloplasty ring. The Subcu 
taneous removable electrode allows more efficient coupling 
of energy to the implant with minimum or reduced power 
loSS. In certain embodiments, the Subcutaneous energy is 
delivered via inductive coupling. 
0077. In other embodiments, the energy source is applied 
in a non-invasive manner from outside the patient's body. In 
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certain Such embodiments, the external energy Source is 
focused to provide directional heating to the shape memory 
material So as to reduce or minimize damage to the Sur 
rounding tissue. For example, in certain embodiments, a 
handheld or portable device comprising an electrically con 
ductive coil generates an electromagnetic field that non 
invasively penetrates the patient's body and induces a cur 
rent in the annuloplasty ring. The current heats the 
annuloplasty ring and causes the shape memory material to 
transform to a memorized shape. In certain Such embodi 
ments, the annuloplasty ring also comprises an electrically 
conductive coil wrapped around or embedded in the memory 
shape material. The externally generated electromagnetic 
field induces a current in the annuloplasty ring's coil, 
causing it to heat and transfer thermal energy to the shape 
memory material. 
0078. In certain other embodiments, an external HIFU 
transducer focuses ultrasound energy onto the implanted 
annuloplasty ring to heat the shape memory material. In 
certain Such embodiments, the external HIFU transducer is 
a handheld or portable device. The terms “HIFU,”“high 
intensity focused ultrasound” or “focused ultrasound” as 
used herein are broad terms and are used at least in their 
ordinary Sense and include, without limitation, acoustic 
energy within a wide range of intensities and/or frequencies. 
For example, HIFU includes acoustic energy focused in a 
region, or focal Zone, having an intensity and/or frequency 
that is considerably less than what is currently used for 
ablation in medical procedures. Thus, in certain Such 
embodiments, the focused ultrasound is not destructive to 
the patient’s cardiac tissue. In certain embodiments, HIFU 
includes acoustic energy within a frequency range of 
approximately 0.5 MHz and approximately 30 MHz and a 
power density within a range of approximately 1 W/cm and 
approximately 500 W/cm°. 
0079. In certain embodiments, the annuloplasty ring 
comprises an ultrasound absorbing material or hydro-gel 
material that allows focused and rapid heating when exposed 
to the ultrasound energy and transfers thermal energy to the 
shape memory material. In certain embodiments, a HIFU 
probe is used with an adaptive lens to compensate for heart 
and respiration movement. The adaptive lens has multiple 
focal point adjustments. In certain embodiments, a HIFU 
probe with adaptive capabilities comprises a phased array or 
linear configuration. In certain embodiments, an external 
HIFU probe comprises a lens configured to be placed 
between a patient's ribs to improve acoustic window pen 
etration and reduce or minimize issues and challenges 
regarding passing through bones. In certain embodiments, 
HIFU energy is Synchronized with an ultrasound imaging 
device to allow visualization of the annuloplasty ring 
implant during HIFU activation. In addition, or in other 
embodiments, ultrasound imaging is used to non-invasively 
monitor the temperature of tissue Surrounding the annulo 
plasty ring by using principles of Speed of Sound shift and 
changes to tissue thermal expansion. 
0080. In certain embodiments, non-invasive energy is 
applied to the implanted annuloplasty ring using a Magnetic 
Resonance Imaging (MRI) device. In certain Such embodi 
ments, the shape memory material is activated by a constant 
magnetic field generated by the MRI device. In addition, or 
in other embodiments, the MRI device generates RF pulses 
that induce current in the annuloplasty ring and heat the 
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shape memory material. The annuloplasty ring can include 
one or more coils and/or Miki energy absorbing material to 
increase the efficiency and directionality of the heating. 
Suitable energy absorbing materials for magnetic activation 
energy include particulates of ferromagnetic material. Suit 
able energy absorbing materials for RF energy include 
ferrite materials as well as other materials configured to 
absorb RF energy at resonant frequencies thereof. 
0081. In certain embodiments, the MRI device is used to 
determine the Size of the implanted annuloplasty ring before, 
during and/or after the shape memory material is activated. 
In certain such embodiments, the MRI device generates RF 
pulses at a first frequency to heat the shape memory material 
and at a Second frequency to image the implanted annulo 
plasty ring. Thus, the Size of the annuloplasty ring can be 
measured without heating the ring. In certain Such embodi 
ments, an MRI energy absorbing material heats Sufficiently 
to activate the Shape memory material when exposed to the 
first frequency and does not Substantially heat when exposed 
to the Second frequency. Other imaging techniques known in 
the art can also be used to determine the size of the 
implanted ring including, for example, ultrasound imaging, 
computed tomography (CT) scanning, X-ray imaging, or the 
like. In certain embodiments, Such imaging techniques also 
provide Sufficient energy to activate the shape memory 
material. 

0082 In certain embodiments, imaging and resizing of 
the annuloplasty ring is performed as a separate procedure at 
Some point after the annuloplasty ring as been Surgically 
implanted into the patient's heart and the patient's heart, 
pericardium and chest have been Surgically closed. How 
ever, in certain other embodiments, it is advantageous to 
perform the imaging after the heart and/or pericardium have 
been closed, but before closing the patient's chest, to check 
for leakage or the amount of regurgitation. If the amount of 
regurgitation remains excessive after the annuloplasty ring 
has been implanted, energy from the imaging device (or 
from another Source as discussed herein) can be applied to 
the shape memory material So as to at least partially contract 
the annuloplasty ring and reduce regurgitation to an accept 
able level. Thus, the Success of the Surgery can be checked 
and corrections can be made, if necessary, before closing the 
patient's chest. 

0.083. In certain embodiments, activation of the shape 
memory material is Synchronized with the heartbeat during 
an imaging procedure. For example, an imaging technique 
can be used to focus HIFU energy onto an annuloplasty ring 
in a patient's body during a portion of the cardiac cycle. AS 
the heartbeats, the annuloplasty ring may move in and out 
of this area of focused energy. To reduce damage to the 
Surrounding tissue, the patient's body is exposed to the 
HIFU energy only during portions of the cardiac cycle that 
focus the HIFU energy onto the cardiac ring. In certain 
embodiments, the energy is gated with a signal that repre 
Sents the cardiac cycle Such as an electrocardiogram Signal. 
In certain Such embodiments, the Synchronization and gating 
is configured to allow delivery of energy to the shape 
memory materials at Specific times during the cardiac cycle 
to avoid or reduce the likelihood of causing arrhythmia or 
fibrillation during vulnerable periods. For example, the 
energy can be gated So as to only expose the patient's heart 
to the energy during the T wave of the electrocardiogram 
Signal. 
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0084. As discussed above, shape memory materials 
include, for example, polymers, metals, and metal alloys 
including ferromagnetic alloys. Exemplary shape memory 
polymers that are usable for certain embodiments of the 
present invention are disclosed by Langer, et al. in U.S. Pat. 
No. 6,720,402, issued Apr. 13, 2004, U.S. Pat. No. 6,388, 
043, issued May 14, 2002, and U.S. Pat. No. 6,160,084, 
issued Dec. 12, 2000, each of which are hereby incorporated 
by reference herein. Shape memory polymers respond to 
changes in temperature by changing to one or more perma 
nent or memorized shapes. In certain embodiments, the 
shape memory polymer is heated to a temperature between 
approximately 38 degrees Celsius and approximately 60 
degrees Celsius. In certain other embodiments, the shape 
memory polymer is heated to a temperature in a range 
between approximately 40 degrees Celsius and approxi 
mately 55 degrees Celsius. In certain embodiments, the 
shape memory polymer has a two-way shape memory effect 
wherein the shape memory polymer is heated to change it to 
a first memorized shape and cooled to change it to a Second 
memorized shape. The shape memory polymer can be 
cooled, for example, by inserting or circulating a cooled 
fluid through a catheter. 
0085 Shape memory polymers implanted in a patient's 
body can be heated non-invasively using, for example, 
external light energy Sources Such as infrared, near-infrared, 
ultraviolet, microwave and/or visible light sources. Prefer 
ably, the light energy is selected to increase absorption by 
the Shape memory polymer and reduce absorption by the 
Surrounding tissue. Thus, damage to the tissue Surrounding 
the shape memory polymer is reduced when the shape 
memory polymer is heated to change its shape. In other 
embodiments, the shape memory polymer comprises gas 
bubbles or bubble containing liquids such as fluorocarbons 
and is heated by inducing a cavitation effect in the gas/liquid 
when exposed to HIFU energy. In other embodiments, the 
shape memory polymer may be heated using electromag 
netic fields and may be coated with a material that absorbs 
electromagnetic fields. 

0086) Certain metal alloys have shape memory qualities 
and respond to changes in temperature and/or exposure to 
magnetic fields. Exemplary shape memory alloys that 
respond to changes in temperature include titanium-nickel, 
copper-zinc-aluminum, copper-aluminum-nickel, iron-man 
ganese-Silicon, iron-nickel-aluminum, gold-cadmium, com 
binations of the foregoing, and the like. In certain embodi 
ments, the Shape memory alloy comprises a biocompatible 
material Such as a titanium-nickel alloy. 
0087 Shape memory alloys exist in two distinct solid 
phases called martensite and austenite. The martensite phase 
is relatively Soft and easily deformed, whereas the austenite 
phase is relatively stronger and leSS easily deformed. For 
example, shape memory alloys enter the austenite phase at 
a relatively high temperature and the martensite phase at a 
relatively low temperature. Shape memory alloys begin 
transforming to the martensite phase at a Start temperature 
(M) and finish transforming to the martensite phase at a 
finish temperature (M). Similarly, Such shape memory 
alloys begin transforming to the austenite phase at a Start 
temperature (A) and finish transforming to the austenite 
phase at a finish temperature (A). Both transformations 
have a hysteresis. Thus, the M temperature and the Af 
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temperature are not coincident with each other, and the Mr 
temperature and the A temperature are not coincident with 
each other. 

0088. In certain embodiments, the shape memory alloy is 
processed to form a memorized shape in the austenite phase 
in the form of a ring or partial ring. The shape memory alloy 
is then cooled below the Mf temperature to enter the mar 
tensite phase and deformed into a larger or Smaller ring. For 
example, in certain embodiments, the shape memory alloy is 
formed into a ring or partial ring that is larger than the 
memorized shape but Still Small enough to improve leaflet 
coaptation and reduce regurgitation in a heart Valve upon 
being attached to the heart Valve annulus. In certain Such 
embodiments, the shape memory alloy is Sufficiently mal 
leable in the martensite phase to allow a user Such as a 
physician to adjust the circumference of the ring in the 
martensite phase by hand to achieve a desired fit for a 
particular heart Valve annulus. After the ring is attached to 
the heart Valve annulus, the circumference of the ring can be 
adjusted non-invasively by heating the shape memory alloy 
to an activation temperature (e.g., temperatures ranging 
from the A temperature to the Aftemperature). 
0089. Thereafter, when the shape memory alloy is 
exposed to a temperature elevation and transformed to the 
austenite phase, the alloy changes in Shape from the 
deformed shape to the memorized shape. Activation tem 
peratures at which the shape memory alloy causes the shape 
of the annuloplasty ring to change shape can be Selected and 
built into the annuloplasty ring Such that collateral damage 
is reduced or eliminated in tissue adjacent the annuloplasty 
ring during the activation process. Exemplary A tempera 
tures for Suitable shape memory alloys range between 
approximately 45 degrees Celsius and approximately 70 
degrees Celsius. Furthermore, exemplary M temperatures 
range between approximately 10 degrees Celsius and 
approximately 20 degrees Celsius, and exemplary Mr tem 
peratures range between approximately -1 degrees Celsius 
and approximately 15 degrees Celsius. The Size of the 
annuloplasty ring can be changed all at once or incremen 
tally in Small StepS at different times in order to achieve the 
adjustment necessary to produce the desired clinical result. 

0090 Certain shape memory alloys may further include a 
rhombohedral phase, having a rhombohedral Start tempera 
ture (R) and a rhombohedral finish temperature (R), that 
exists between the austenite and martensite phases. An 
example of Such a shape memory alloy is a NiTi alloy, which 
is commercially available from Memry Corporation (Bethel, 
Conn.). In certain embodiments, an exemplary RS tempera 
ture range is between approximately 30 degrees Celsius and 
approximately 50 degrees Celsius, and an exemplary Rf 
temperature range is between approximately 20 degrees 
Celsius and approximately 35 degrees Celsius. One benefit 
of using a shape memory material having a rhombohedral 
phase is that in the rhomobohedral phase the shape memory 
material may experience a partial physical distortion, as 
compared to the generally rigid structure of the austenite 
phase and the generally deformable structure of the marten 
Site phase. 

0.091 Certain shape memory alloys exhibit a ferromag 
netic shape memory effect wherein the shape memory alloy 
transforms from the martensite phase to the austenite phase 
when exposed to an external magnetic field. The term 

Dec. 29, 2005 

“ferromagnetic' as used herein is a broad term and is used 
in its ordinary Sense and includes, without limitation, any 
material that easily magnetizes, Such as a material having 
atoms that orient their electron Spins to conform to an 
external magnetic field. Ferromagnetic materials include 
permanent magnets, which can be magnetized through a 
variety of modes, and materials, Such as metals, that are 
attracted to permanent magnets. Ferromagnetic materials 
also include electromagnetic materials that are capable of 
being activated by an electromagnetic transmitter, Such as 
one located outside the heart 100. Furthermore, ferromag 
netic materials may include one or more polymer-bonded 
magnets, wherein magnetic particles are bound within a 
polymer matrix, Such as a biocompatible polymer. The 
magnetic materials can comprise isotropic and/or anisotro 
pic materials, such as for example NdFeB (Neodynium Iron 
Boron), SmCo (Samarium Cobalt), ferrite and/or AlNiCo 
(Aluminum Nickel Cobalt) particles. 
0092. Thus, an annuloplasty ring comprising a ferromag 
netic shape memory alloy can be implanted in a first 
configuration having a first shape and later changed to a 
Second configuration having a second (e.g., memorized) 
shape without heating the shape memory material above the 
A temperature. Advantageously, nearby healthy tissue is not 
exposed to high temperatures that could damage the tissue. 
Further, Since the ferromagnetic shape memory alloy does 
not need to be heated, the size of the annuloplasty ring can 
be adjusted more quickly and more uniformly than by heat 
activation. 

0093 Exemplary ferromagnetic shape memory alloys 
include Fe-C, Fe-Pd, Fe-Mn-Si, Co-Mn, Fe-Co 
Ni-Ti, Ni-Mn-Ga, NiMnGa, Co-Ni-Al, and the 
like. Certain of these shape memory materials may also 
change shape in response to changes in temperature. Thus, 
the shape of Such materials can be adjusted by exposure to 
a magnetic field, by changing the temperature of the mate 
rial, or both. 

0094. In certain embodiments, combinations of different 
shape memory materials are used. For example, annulo 
plasty rings according to certain embodiments comprise a 
combination of shape memory polymer and shape memory 
alloy (e.g., NiT). In certain Such embodiments, an annulo 
plasty ring comprises a shape memory polymer tube and a 
shape memory alloy (e.g., NiT) disposed within the tube. 
Such embodiments are flexible and allow the size and shape 
of the shape memory to be further reduced without impact 
ing fatigue properties. In addition, or in other embodiments, 
shape memory polymers are used with shape memory alloys 
to create a bi-directional (e.g., capable of expanding and 
contracting) annuloplasty ring. Bi-directional annuloplasty 
rings can be created with a wide variety of shape memory 
material combinations having different characteristics. 
0095. In the following description, reference is made to 
the accompanying drawings, which form a part hereof, and 
which Show, by way of illustration, Specific embodiments or 
processes in which the invention may be practiced. Where 
possible, the same reference numbers are used throughout 
the drawings to refer to the same or like components. In 
Some instances, numerous specific details are Set forth in 
order to provide a thorough understanding of the present 
disclosure. The present disclosure, however, may be prac 
ticed without the Specific details or with certain alternative 
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equivalent components and methods to those described 
herein. In other instances, well-known components and 
methods have not been described in detail So as not to 
unnecessarily obscure aspects of the present disclosure. 

0096 FIGS. 1A-1C illustrate an adjustable annuloplasty 
ring 100 according to certain embodiments that can be 
adjusted in Vivo after implantation into a patient's body. The 
annuloplasty ring 100 has a Substantially annular configu 
ration and comprises a tubular body member 112 that folds 
back upon itself in a Substantial circle having a nominal 
diameter as indicated by arrow 123. The tubular body 
member 112 comprises a receptacle end 114 and an insert 
end 116. The insert end 116 of the tubular member 112 is 
reduced in Outer diameter or transverse dimension as com 
pared to the receptacle end 114. AS used herein, “dimension” 
is a broad term having its ordinary and customary meaning 
and includes a Size or distance from a first point to a Second 
point along a line or arc. For example, a dimension may be 
a circumference, diameter, radius, arc length, or the like. AS 
another example, a dimension may be a distance between an 
anterior portion and a posterior portion of an annulus. 

0097. The receptacle end accepts the insert end 116 of the 
tubular member 112 to complete the ring-like structure of 
the annuloplasty ring 100. The insert end 116 slides freely 
within the receptacle end 114 of the annuloplasty ring 100 
which allows contraction of the overall circumference of the 
ring 100 as the insert end 116 enters the receptacle end 114 
as shown by arrows 118 in FIG. 1A. In certain embodi 
ments, the nominal diameter or transverse dimension 123 of 
the annuloplasty ring 100 can be adjusted from approxi 
mately 25 mm to approximately 38 mm. However, an artisan 
will recognize from the disclosure herein that the diameter 
or transverse dimension 123 of the annuloplasty ring 100 
can be adjusted to other sizes depending on the particular 
application. Indeed, the diameter or transverse dimension 
123 of the annuloplasty ring 100 can be configured to 
reinforce body structures substantially smaller than 25 mm 
and Substantially larger than 38 mm. 

0.098 An artisan will recognize from the disclosure 
herein that in other embodiments the insert end 116 can 
couple with the receptacle end 114 without being inserted in 
the receptacle end 114. For example, the insert end 116 can 
overlap the receptacle end 114 Such that it slides adjacent 
thereto. In other embodiments, for example, the ends 114, 
116 may grooved to guide the movement of the adjacent 
ends 114, 116 relative to one another. Other embodiments 
within the scope of the invention will occur to those skilled 
in the art. 

0099. The annuloplasty ring 100 also comprises a Sutur 
able material 128, shown partially cut away in FIG. 1A, and 
not shown in FIGS. 1B and 1C for clarity. The suturable 
material 128 is disposed about the tubular member 112 to 
facilitate Surgical implantation of the annuloplasty ring 100 
in a body Structure, Such as about a heart Valve annulus. In 
certain embodiments, the Suturable material 128 comprises 
a Suitable biocompatible material Such as Dacron(E), woven 
velour, polyurethane, polytetrafluoroethylene (PTFE), hep 
arin-coated fabric, or the like. In other embodiments, the 
Suturable material 128 comprises a biological material Such 
as bovine or equine pericardium, homograft, patient graft, or 
cell-seeded tissue. The suturable material 128 may be dis 
posed about the entire circumference of the tubular member 
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112, or Selected portions thereof. For example, in certain 
embodiments, the suturable material 128 is disposed so as to 
enclose substantially the entire tubular member 112 except 
at the narrowed insert end 116 that slides into the receptacle 
end 118 of the tubular member 112. 

0100. As shown in FIGS. 1A and 1B, in certain embodi 
ments, the annuloplasty ring 100 also comprises a ratchet 
member 120 secured to the receptacle end 114 of the tubular 
member 112. The ratchet member 120 comprises a pawl 122 
configured to engage transverse slots 124 (shown in FIG. 
1B) on the insert end 116 of the tubular member 112. The 
pawl 122 of the ratchet member 120 engages the slots 124 
in Such a way as to allow contraction of the circumference 
of the annuloplasty ring 100 and prevent or reduce circum 
ferential expansion of the annuloplasty ring 100. Thus, the 
ratchet reduces unwanted circumferential expansion of the 
annuloplasty ring 100 after implantation due, for example, to 
dynamic forces on the annuloplasty ring 100 from the heart 
tissue during Systolic contraction of the heart. 
0101. In certain embodiments, the tubular member 112 
comprises a rigid material Such as Stainless Steel, titanium, 
or the like, or a flexible material Such as Silicon rubber, 
Dacron(E), or the like. In certain Such embodiments, after 
implantation into a patient's body, the circumference of the 
annuloplasty ring 100 is adjusted in Vivo by inserting a 
catheter (not shown) into the body and pulling a wire (not 
shown) attached to the tubular member 112 through the 
catheter to manually slide the insert end 116 of the tubular 
member 112 into the receptacle end 114 of the tubular 
member 112. As the insert end 116 slides into the receptacle 
end 114, the pawl 122 of the ratchet member 120 engages the 
slots 124 on the insert end 116 to hold the insert end 116 in 
the receptacle end 114. Thus, for example, as the size of a 
heart Valve annulus reduces after implantation of the annu 
loplasty ring 100, the size of the annuloplasty ring 100 can 
also be reduced to provide an appropriate amount of rein 
forcement to the heart valve. 

0102) In certain other embodiments, the tubular member 
112 comprises a shape memory material that is responsive to 
changes in temperature and/or exposure to a magnetic field. 
AS discussed above, the shape memory material may include 
shape memory polymers (e.g., polylactic acid (PLA), polyg 
lycolic acid (PGA)) and/or shape memory alloys (e.g., 
nickel-titanium) including ferromagnetic shape memory 
alloys (e.g., Fe-C, Fe-Pd, Fe-Mn-Si, Co-Mn, 
Fe-Co-Ni-Ti, Ni-Mn-Ga, NiMnGa, Co-Ni-Al). 
In certain such embodiments, the annuloplasty ring 100 is 
adjusted in Vivo by applying an energy Source Such as radio 
frequency energy, X-ray energy, microwave energy, ultra 
Sonic energy Such as high intensity focused ultrasound 
(HIFU) energy, light energy, electric field energy, magnetic 
field energy, combinations of the foregoing, or the like. 
Preferably, the energy Source is applied in a non-invasive 
manner from outside the body. For example, as discussed 
above, a magnetic field and/or RF pulses can be applied to 
the annuloplasty ring 100 within a patient's body with an 
apparatus external to the patient's body Such as is commonly 
used for magnetic resonance imaging (MRI). However, in 
other embodiments, the energy Source may be applied 
Surgically Such as by inserting a catheter into the body and 
applying the energy through the catheter. 
0103) In certain embodiments, the tubular body member 
112 comprises a shape memory material that responds to the 
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application of temperature that differs from a nominal ambi 
ent temperature, Such as the nominal body temperature of 37 
degrees Celsius for humans. The tubular member 112 is 
configured to respond by Starting to contract upon heating 
the tubular member 112 above the AS temperature of the 
shape memory material. In certain Such embodiments, the 
annuloplasty ring 100 has an initial diameter or transverse 
dimension 123 of approximately 30 mm, and contracts or 
Shrinks to a transverse dimension 123 of approximately 23 
mm to approximately 28 mm, or any increment between 
those values. This produces a contraction percentage in a 
range between approximately 6 percent and approximately 
23 percent, where the percentage of contraction is defined as 
a ratio of the difference between the Starting diameter and 
finish diameter divided by the starting diameter. 
0104. The activation temperatures (e.g., temperatures 
ranging from the A temperature to the Aftemperature) at 
which the tubular member 112 contracts to a reduced 
circumference may be Selected and built into the annulo 
plasty ring 100 Such that collateral damage is reduced or 
eliminated in tissue adjacent the annuloplasty ring 100 
during the activation process. Exemplary A temperatures 
for the shape memory material of the tubular member 112 at 
which Substantially maximum contraction occurs are in a 
range between approximately 38 degrees Celsius and 
approximately 1310 degrees Celsius. In certain embodi 
ments, the A temperature is in a range between approxi 
mately 39 degrees Celsius and approximately 75 degrees 
Celsius. For Some embodiments that include shape memory 
polymers for the tubular member 112, activation tempera 
tures at which the glass transition of the material or Sub 
Stantially maximum contraction occur range between 
approximately 38 degrees Celsius and approximately 60 
degrees Celsius. In other Such embodiments, the activation 
temperature is in a range between approximately 40 degrees 
Celsius and approximately 59 degrees Celsius. 

0105. In certain embodiments, the tubular member 112 is 
shape Set in the austenite phase to a remembered configu 
ration during the manufacturing of the tubular member 112 
Such that the remembered configuration is that of a relatively 
small circumferential value with the insert end 116 fully 
inserted into the receptacle end 114. After cooling the 
tubular member 112 below the Mr temperature, the tubular 
member 112 is manually deformed to a larger circumferen 
tial value with the insert end 116 only partially inserted into 
the receptacle end 114 to achieve a desired Starting nominal 
circumference for the annuloplasty ring 100. In certain such 
embodiments, the tubular member 112 is sufficiently mal 
leable in the martensite phase to allow a user Such as a 
physician to adjust the circumferential value by hand to 
achieve a desired fit with the heart valve annulus. In certain 
embodiments, the Starting nominal circumference for the 
annuloplasty ring 100 is configured to improve leaflet coap 
tation and reduce regurgitation in a heart Valve. 
0106 After implantation, the annuloplasty ring 100 is 
preferably activated non-invasively by the application of 
energy to the patient’s body to heat the tubular member 112. 
In certain embodiments, an MRI device is used as discussed 
above to heat the tubular member 112, which then causes the 
shape memory material of the tubular member 112 to 
transform to the austenite phase and remember its contracted 
configuration. Thus, the circumference of the annuloplasty 
ring 100 is reduced in vivo without the need for Surgical 
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intervention. Standard techniques for focusing the magnetic 
field from the MRI device onto the annuloplasty ring 100 
may be used. For example, a conductive coil can be wrapped 
around the patient in an area corresponding to the annulo 
plasty ring 100. In other embodiments, the shape memory 
material is activated by exposing it other Sources of energy, 
as discussed above. 

0107 The circumference reduction process, either non 
invasively or through a catheter, can be carried out all at 
once or incrementally in Small Steps at different times in 
order to achieve the adjustment necessary to produce the 
desired clinical result. If heating energy is applied Such that 
the temperature of the tubular member 112 does not reach 
the Aftemperature for Substantially maximum transition 
contraction, partial shape memory transformation and con 
traction may occur. FIG. 2 graphically illustrates the rela 
tionship between the temperature of the tubular member 112 
and the diameter or transverse dimension 123 of the annu 
loplasty ring 100 according to certain embodiments. At body 
temperature of approximately 37 degrees Celsius, the diam 
eter of the tubular member 112 has a first diameter do. The 
shape memory material is then increased to a first raised 
temperature T. In response, the diameter of the tubular 
member 112 reduces to a Second diameter d. The diameter 
of the tubular member 112 can then be reduced to a third 
diameter d by raising the temperature to a Second tem 
perature T. 

0108 AS graphically illustrated in FIG. 2, in certain 
embodiments, the change in diameter from do to d is 
Substantially continuous as the temperature is increased 
from body temperature to T. For example, in certain 
embodiments a magnetic field of about 2.5 Tesla to about 3.0 
Tesla is used to raise the temperature of the tubular member 
112 above the Aftemperature to complete the austenite phase 
and return the tubular member 112 to the remembered 
configuration with the insert end 116 fully inserted into the 
receptacle end 114. However, a lower magnetic field (e.g., 
0.5 Tesla) can initially be applied and increased (e.g., in 0.5 
Tesla increments) until the desired level of heating and 
desired contraction of the annuloplasty ring 100 is achieved. 
In other embodiments, the tubular member 112 comprises a 
plurality of shape memory materials with different activation 
temperatures and the diameter of the tubular member 112 is 
reduced in Steps as the temperature increases. 

0109 Whether the shape change is continuous or 
Stepped, the diameter or transverse dimension 123 of the 
ring 100 can be assessed or monitored during the contraction 
process to determine the amount of contraction by use of 
MRI imaging, ultrasound imaging, computed tomography 
(CT), X-ray or the like. If magnetic energy is being used to 
activate contraction of the ring 100, for example, MRI 
imaging techniques can be used that produce a field Strength 
that is lower than that required for activation of the annu 
loplasty ring 100. 

0110. In certain embodiments, the tubular member 112 
comprises an energy absorption enhancement material 126. 
As shown in FIGS. 1A and 1C, the energy absorption 
enhancement material 126 may be disposed within an inner 
chamber of the tubular member 112. As shown in FIG. 1C 
(and not shown in FIG. 1A for clarity), the energy absorp 
tion enhancement material 126 may also be coated on the 
outside of the tubular member 112 to enhance energy 
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absorption by the tubular member 112. For embodiments 
that use energy absorption enhancement material 126 for 
enhanced absorption, it may be desirable for the energy 
absorption enhancement material 126, a carrier material (not 
shown) Surrounding the energy absorption enhancement 
material 126, if there is one, or both to be thermally 
conductive. Thus, thermal energy from the energy absorp 
tion enhancement material 126 is efficiently transferred to 
the shape memory material of the annuloplasty ring 100, 
Such as the tubular member 112. 

0111 AS discussed above, the energy absorption 
enhancement material 126 may include a material or com 
pound that Selectively absorbs a desired heating energy and 
efficiently converts the non-invasive heating energy to heat 
which is then transferred by thermal conduction to the 
tubular member 112. The energy absorption enhancement 
material 126 allows the tubular member 112 to be actuated 
and adjusted by the non-invasive application of lower levels 
of energy and also allows for the use of non-conducting 
materials, Such as shape memory polymers, for the tubular 
member 112. For Some embodiments, magnetic flux ranging 
between about 2.5 Tesla and about 3.0 Tesla may be used for 
activation. By allowing the use of lower energy levels, the 
energy absorption enhancement material 126 also reduces 
thermal damage to nearby tissue. Suitable energy absorption 
enhancement materials 126 are discussed above. 

0112) In certain embodiments, a circumferential contrac 
tion cycle can be reversed to induce an eXpansion of the 
annuloplasty ring 100. Some shape memory alloys, Such as 
NiTi or the like, respond to the application of a temperature 
below the nominal ambient temperature. After a circumfer 
ential contraction cycle has been performed, the tubular 
member 112 is cooled below the M temperature to start 
expanding the annuloplasty ring 100. The tubular member 
112 can also be cooled below the Mr temperature to finish 
the transformation to the martensite phase and reverse the 
contraction cycle. AS discussed above, certain polymerS also 
exhibit a two-way shape memory effect and can be used to 
both expand and contract the annuloplasty ring 100 through 
heating and cooling processes. Cooling can be achieved, for 
example, by inserting a cool liquid onto or into the annu 
loplasty ring 100 through a catheter, or by cycling a cool 
liquid or gas through a catheter placed near the annuloplasty 
ring 100. Exemplary temperatures for a NiTi embodiment 
for cooling and reversing a contraction cycle range between 
approximately 20 degrees Celsius and approximately 30 
degrees Celsius. 

0113. In certain embodiments, external stresses are 
applied to the tubular member 112 during cooling to expand 
the annuloplasty ring 100. In certain such embodiments, one 
or more biasing elements (not shown) are operatively 
coupled to the tubular member 112 So as to exert a circum 
ferentially expanding force thereon. For example, in certain 
embodiments a biasing element Such as a Spring (not shown) 
is disposed in the receptacle end 114 of the tubular member 
112 so as to push the insert end 16 at least partially out of 
the receptacle end 114 during cooling. In Such embodiments, 
the tubular member 112 does not include the ratchet member 
120 such that the insert end 116 can slide freely into or out 
of the receptacle end 114. 

0114. In certain embodiments, the tubular member com 
prises ferromagnetic shape memory material, as discussed 
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above. In Such embodiments, the diameter of the tubular 
member 112 can be changed by exposing the tubular mem 
ber 112 to a magnetic field. Advantageously, nearby healthy 
tissue is not exposed to high temperatures that could damage 
the tissue. Further, Since the shape memory material does not 
need to be heated, the size of the tubular member 112 can be 
adjusted more quickly and more uniformly than by heat 
activation. 

0115 FIGS. 3A-3C illustrate an embodiment of an 
adjustable annuloplasty ring 300 that is similar to the 
annuloplasty ring 100 discussed above, but having a 
D-shaped configuration instead of a circular configuration. 
The annuloplasty ring 300 comprises a tubular body member 
311 having a receptacle end 312 and an insert end 314 sized 
and configured to Slide freely in the hollow receptacle end 
312 in an axial direction which allows the annuloplasty ring 
300 to constrict upon activation to a lesser circumference or 
transverse dimension as indicated by arrows 3.16. The annu 
loplasty ring 300 has a major transverse dimension indicated 
by arrow 318 that is reduced upon activation of the annu 
loplasty ring 300. The major transverse dimension indicated 
by arrow 318 can be the same as or similar to the transverse 
dimension indicated by arrow 123 discussed above. In 
certain embodiments, the features, dimensions and materials 
of the annuloplasty ring 300 are the same as or similar to the 
features, dimensions and materials of annuloplasty ring 100 
discussed above. The D-shaped configuration of ring 32 
allows a proper fit of the ring 32 with the morphology of 
Some particular heart valves. 

0116 FIGS. 4A-4C show an embodiment of an annulo 
plasty ring 400 that includes a continuous tubular member 
410 surrounded by a suturable material 128. The tubular 
member 410 has a substantially circular transverse cross 
section, as shown in FIG. 4C, and has an absorption 
enhancing material 126 disposed within an inner chamber of 
the tubular member 410. In certain embodiments, the 
absorption enhancing material 126 is also disposed on the 
outer Surface of the tubular member 410. The tubular 
member 410 may be made from a shape memory material 
Such as a shape memory polymer or a shape memory alloy 
including a ferromagnetic shape memory alloy, as discussed 
above. 

0.117) For embodiments of the annuloplasty ring 400 with 
a tubular member 410 made from a continuous piece of 
shape memory alloy (e.g., NiTi alloy) or shape memory 
polymer, the annuloplasty ring 400 can be activated by the 
Surgical and/or non-invasive application of heating energy 
by the methods discussed above with regard to other 
embodiments. For embodiments of the annuloplasty ring 
400 with a tubular member 410 made from a continuous 
piece of ferromagnetic shape memory alloy, the annulo 
plasty ring 400 can be activated by the non-invasive appli 
cation of a Suitable magnetic field. The annuloplasty ring 
400 has a nominal inner diameter or transverse dimension 
indicated by arrow 412 in FIG. 4A that is set during 
manufacture of the ring 400. In certain embodiments, the 
annuloplasty ring 400 is sufficiently malleable when it is 
implanted into a patient's body that it can be adjusted by 
hand to be fitted to a particular heart Valve annulus. 

0118. In certain embodiments, upon activating the tubular 
member 410 by the application of energy, the tubular 
member 410 remembers and assumes a configuration 



US 2005/0288777 A1 

wherein the transverse dimension is less than the nominal 
transverse dimension 412. A contraction in a range between 
approximately 6 percent to approximately 23 percent may be 
desirable in Some embodiments which have continuous 
hoops of shape memory tubular members 410. In certain 
embodiments, the tubular member 410 comprises a shape 
memory NiTi alloy having an inner transverse dimension in 
a range between approximately 25 mm and approximately 
38 mm. In certain Such embodiments, the tubular member 
410 can contract or Shrink in a range between approximately 
6 percent and approximately 23 percent, where the percent 
age of contraction is defined as a ratio of the difference 
between the starting diameter and finish diameter divided by 
the Starting diameter. In certain embodiments, the annulo 
plasty ring 400 has a nominal inner transverse dimension 
412 of approximately 30 mm and an inner transverse dimen 
Sion in a range between approximately 23 mm and approxi 
mately 128 mm in a fully contracted State. 

0119) As discussed above in relation to FIG. 2, in certain 
embodiments, the inner transverse dimension 412 of certain 
embodiments can be altered as a function of the temperature 
of the tubular member 410. AS also discussed above, in 
certain Such embodiments, the progreSS of the Size change 
can be measured or monitored in real-time conventional 
imaging techniques. Energy from conventional imaging 
devices can also be used to activate the shape memory 
material and change the inner transverse dimension 412 of 
the tubular member 410. In certain embodiments, the fea 
tures, dimensions and materials of the annuloplasty ring 400 
are the same as or similar to the features, dimensions and 
materials of the annuloplasty ring 100 discussed above. For 
example, in certain embodiments, the tubular member 410 
comprises a shape memory material that exhibits a two-way 
shape memory effect when heated and cooled. Thus, the 
annuloplasty ring 400, in certain Such embodiments, can be 
contracted and expanded. 

0120 FIG. 5 illustrates a top view of an annuloplasty 
ring 500 having a D-shaped configuration according to 
certain embodiments. The annuloplasty ring 500 includes a 
continuous tubular member 510 comprising a shape memory 
material that has a nominal inner transverse dimension 
indicated by arrow 512 that may contract or shrink upon the 
activation of the shape memory material by Surgically or 
non-invasive applying energy thereto, as discussed above. 
The tubular member 510 may comprise a homogeneous 
shape memory material, Such as a shape memory polymer or 
a shape memory alloy including, for example, a ferromag 
netic shape memory alloy. 

0121 Alternatively, the tubular member 510 may com 
prise two or more Sections or Zones of Shape memory 
material having different temperature response curves. The 
shape memory response Zones may be configured in order to 
achieve a desired configuration of the annuloplasty ring 500 
as a whole when in a contracted State, either fully contracted 
or partially contracted. For example, the tubular member 
510 may have a first Zone or section 514 that includes the 
arched portion of the tubular member that terminates at or 
near the corners 516 and a second Zone or section 518 that 
includes the Substantially Straight portion of the tubular 
member 510 disposed directly between the corners 516. 

0122) The annuloplasty ring 500 is shown in a contracted 
state in FIG. 5 as indicated by the dashed lines 520, 522, 
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which represent contracted States of certain embodiments 
wherein both the first section 514 and second section 518 of 
the tubular member 510 have contracted axially. A suturable 
material (not shown), such as the suturable material 128 
shown in FIG. 1, may be disposed about the tubular member 
510 and the tubular member 510 may comprise or be coated 
with an energy absorption enhancement material 126, as 
discussed above. In certain embodiments, the features, 
dimensions and materials of the annuloplasty ring 500 are 
the same as or Similar to the features, dimensions and 
materials of the annuloplasty ring 100 discussed above. 

0123 FIG. 6A is a schematic diagram of a top view of a 
substantially D-shaped wire 600 comprising a shape 
memory material according to certain embodiments of the 
invention. The term “wire” is a broad term having its normal 
and customary meaning and includes, for example, mesh, 
flat, round, rod-shaped, or band-shaped members. Suitable 
shape memory materials include shape memory polymers or 
shape memory alloys including, for example, ferromagnetic 
shape memory alloys, as discussed above. The wire 600 
comprises a substantially linear portion 608, two corner 
portions 610, and a substantially semi-circular portion 612. 

0.124 For purposes of discussion, the wire 600 is shown 
relative to a first reference point 614, a Second reference 
point 616 and a third reference point 618. The radius of the 
substantially semi-circular portion 612 is defined with 
respect to the first reference point 614 and the corner 
portions 610 are respectively defined with respect to the 
second reference point 616 and the third reference point 618. 
Also for purposes of discussion, FIG. 6A shows a first 
transverse dimension As a Second transverse dimension B. 

0.125. In certain embodiments, the first transverse dimen 
Sion A is in a range between approximately 20.0 mm and 
approximately 40.0 mm, the Second transverse dimension B 
is in a range between approximately 10.0 mm and approxi 
mately 25.0 mm. In certain such embodiments, the wire 600 
comprises a rod having a diameter in a range between 
approximately 0.45 mm and approximately 0.55 mm, the 
radius of each corner portion 610 is in a range between 
approximately 5.8 mm and 7.2 mm, and the radius of the 
Substantially Semi-circular portion 612 is in a range between 
approximately 11.5 mm and approximately 14.0 mm. In 
certain other such embodiments, the wire 600 comprises a 
rod having a diameter in a range between approximately 
0.90 mm and approximately 1.10 mm, the radius of each 
corner portion 610 is in a range between approximately 6.1 
mm and 7.4 mm, and the radius of the Substantially Semi 
circular portion 612 is in a range between approximately 
11.7 mm and approximately 14.3 mm. 

0.126 In certain other embodiments, the first transverse 
dimension A is in a range between approximately 26.1 mm 
and approximately 31.9 mm, the Second transverse dimen 
Sion B is in a range between approximately 20.3 mm and 
approximately 24.9 mm. In certain Such embodiments, the 
wire 600 comprises a rod having a diameter in a range 
between approximately 0.4 mm and approximately 0.6 mm, 
the radius of each corner portion 610 is in a range between 
approximately 6.7 mm and 8.3 mm, and the radius of the 
Substantially Semi-circular portion 612 is in a range between 
approximately 13.3 mm and approximately 16.2 mm. In 
certain other such embodiments, the wire 600 comprises a 
rod having a diameter in a range between approximately 
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0.90 mm and approximately 1.10 mm, the radius of each 
corner portion 610 is in a range between approximately 6.9 
mm and 8.5 mm, and the radius of the Substantially Semi 
circular portion 612 is in a range between approximately 
13.5 mm and approximately 16.5 mm. 

0127. In certain embodiments, the wire 600 comprises a 
NiTi alloy configured to transition to its austenite phase 
when heated So as to transform to a memorized shape, as 
discussed above. In certain Such embodiments, the first 
transverse dimension A of the wire 600 is configured to be 
reduced by approximately 10% to 25% when transitioning to 
the austenite phase. In certain Such embodiments, the auS 
tenite Start temperature A is in a range between approxi 
mately 33 degrees Celsius and approximately 43 degrees 
Celsius, the austenite finish temperature A is in a range 
between approximately 45 degrees Celsius and approxi 
mately 55 degrees Celsius, the martensite Start temperature 
M is less than approximately 30 degrees Celsius, and the 
martensite finish temperature Mf is greater than approxi 
mately 20 degrees Celsius. In other embodiments, the auS 
tenite finish temperature A is in a range between approxi 
mately 48.75 degrees Celsius and approximately 51.25 
degrees Celsius. Other embodiments can include other Start 
and finish temperatures for martensite, rhombohedral and 
austenite phases as described herein. 

0128 FIGS. 6B-6E are schematic diagrams of side views 
of the shape memory wire 600 of FIG. 6A according to 
certain embodiments. In addition to expanding and/or con 
tracting the first transverse dimension A and/or the Second 
transverse dimension B when transitioning to the austenite 
phase, in certain embodiments the shape memory wire 600 
is configured to change shape in a third dimension perpen 
dicular to the first transverse dimension A and the Second 
transverse dimension B. For example, in certain embodi 
ments, the shape memory wire 600 is substantially planar or 
flat in the third dimension, as shown in FIG. 6B, when 
implanted into a patient's body. Then, after implantation, the 
shape memory wire 600 is activated such that it expands or 
contracts in the first transverse dimension A and/or the 
Second transverse dimension B and flexes or bows in the 
third dimension Such that it is no longer planar, as shown in 
FIG. 6C. Such bowing may be symmetrical as shown in 
FIG. 6C or asymmetrical as shown in FIG. 6D to accom 
modate the natural shape of the annulus. 

0129. In certain embodiments, the shape memory wire 
600 is configured to bow in the third dimension a distance 
in a range between approximately 2 millimeters and 
approximately 10 millimeters. In certain embodiments, the 
shape memory wire 600 is implanted so as to bow towards 
the atrium when implanted around a cardiac valve annulus 
to accommodate the natural shape of the annulus. In other 
embodiments, the shape memory wire 600 is configured to 
bow towards the Ventricle when implanted around a cardiac 
Valve to accommodate the natural shape of the annulus. 
0130. In certain embodiments, the shape memory wire 
600 is bowed in the third dimension, as shown in FIG. 6G, 
when implanted into the patient's body. Then, after implan 
tation, the shape memory wire 600 is activated such that it 
expands or contracts in the first transverse dimension A 
and/or the second transverse dimension B and further flexes 
or bows in the third dimension, as shown in FIG. 6E. In 
certain other embodiments, the shape memory wire 600 is 
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bowed in the third dimension, as shown in FIG. 6G, when 
implanted into the patient's body. Then, after implantation, 
the shape memory wire 600 is activated such that it expands 
or contracts in the first transverse dimension A and/or the 
Second transverse dimension B and changes shape in the 
third dimension So as to become Substantially flat, as shown 
in FIG. 6B. An artisan will recognize from the disclosure 
herein that other annuloplasty rings disclosed herein can also 
be configured to bow or change shape in a third dimension 
So as to accommodate or further reinforce a valve annulus. 

0131 FIG. 7A is a perspective view illustrating portions 
of an annuloplasty ring 700 comprising the wire 600 shown 
in FIG. 6A according to certain embodiments of the inven 
tion. The wire 600 is covered by a flexible material 712 Such 
as silicone rubber and a Suturable material 714 Such as 
woven polyester cloth, Dacron(E), woven Velour, polyure 
thane, polytetrafluoroethylene (PTFE), heparin-coated fab 
ric, or other biocompatible material. In other embodiments, 
the Suturable material 714 comprises a biological material 
Such as bovine or equine pericardium, homograft, patient 
graft, or cell-Seeded tissue. For illustrative purposes, por 
tions of the flexible material 712 and the Suturable material 
714 are not shown in FIG. 7A to show the wire 600. 
However, in certain embodiments, the flexible material 712 
and the Suturable material 714 are continuous and cover 
substantially the entire wire 600. Although not shown, in 
certain embodiments, the wire 600 is coated with an energy 
absorption enhancement material, as discussed above. 
0132 FIG. 7B is an enlarged perspective view of a 
portion of the annuloplasty ring 700 shown in FIG. 7A. For 
illustrative purposes, portions of the flexible material 712 
are not shown to expose the wire 600 and portions of the 
suturable material 714 are shown peeled back to expose the 
flexible material 712. In certain embodiments, the diameter 
of the flexible material 712 is in a range between approxi 
mately 0.10 inches and approximately 0.15 inches. FIG. 7B 
shows the wire 600 substantially centered within the cir 
cumference of the flexible material 712. However, in certain 
embodiments, the wire 600 is offset within the circumfer 
ence of the flexible material 712 to allow more space for 
SutureS. 

0.133 FIG. 8 is a schematic diagram of a substantially 
C-shaped wire 800 comprising a shape memory material 
according to certain embodiments of the invention. Suitable 
shape memory materials include shape memory polymers or 
shape memory alloys including, for example, ferromagnetic 
shape memory alloys, as discussed above. The wire 800 
comprises two corner portions 810, and a substantially 
semi-circular portion 812. 
0134) For purposes of discussion, the wire 800 is shown 
relative to a first reference point 814, a Second reference 
point 816 and a third reference point 818. The radius of the 
substantially semi-circular portion 812 is defined with 
respect to the first reference point 814 and the corner 
portions 810 are respectively defined with respect to the 
second reference point 816 and the third reference point 818. 
Also for purposes of discussion, FIG. 8 shows a first 
transverse dimension A and a Second transverse dimension 
B. In certain embodiments, the wire 800 comprises a rod 
having a diameter and dimensions A and B as discussed 
above in relation to FIG. 6A. 

0135) In certain embodiments, the wire 800 comprises a 
NiTi alloy configured to transition to its austenite phase 
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when heated So as to transform to a memorized shape, as 
discussed above. In certain Such embodiments, the first 
transverse dimension A of the wire 800 is configured to be 
reduced by approximately 10% to 25% when transitioning to 
the austenite phase. In certain Such embodiments, the auS 
tenite Start temperature AS is in a range between approxi 
mately 33 degrees Celsius and approximately 43 degrees 
Celsius, the austenite finish temperature A is in a range 
between approximately 45 degrees Celsius and approxi 
mately 55 degrees Celsius, the martensite Start temperature 
M is less than approximately 30 degrees Celsius, and the 
martensite finish temperature Mf is greater than approxi 
mately 20 degrees Celsius. In other embodiments, the auS 
tenite finish temperature A is in a range between approxi 
mately 48.75 degrees Celsius and approximately 51.25 
degrees Celsius. 

0.136 FIG. 9A is a perspective view illustrating portions 
of an annuloplasty ring 900 comprising the wire 800 shown 
in FIG. 8 according to certain embodiments of the inven 
tion. The wire 800 is covered by a flexible material 912 such 
as silicone rubber and a Suturable material 914 Such as 
woven polyester cloth, Dacron(E), woven Velour, polyure 
thane, polytetrafluoroethylene (PTFE), heparin-coated fab 
ric, or other biocompatible material. In other embodiments, 
the suturable material 914 comprises a biological material 
Such as bovine or equine pericardium, homograft, patient 
graft, or cell-Seeded tissue. For illustrative purposes, por 
tions of the flexible material 912 and the Suturable material 
914 are not shown in FIG. 9A to show the wire 800. 
However, in certain embodiments, the flexible material 912 
and the suturable material 914 cover substantially the entire 
wire 800. Although not shown, in certain embodiments, the 
wire 800 is coated with an energy absorption enhancement 
material, as discussed above. 

0137 FIG. 9B is an enlarged perspective view of a 
portion of the annuloplasty ring 900 shown in FIG. 9A. For 
illustrative purposes, portions of the flexible material 912 
are not shown to expose the wire 800 and portions of the 
suturable material 914 are shown peeled back to expose the 
flexible material 912. In certain embodiments, the diameter 
of the flexible material 912 is in a range between approxi 
mately 0.10 inches and approximately 0.15 inches. FIG. 9B 
shows the wire 800 substantially centered within the cir 
cumference of the flexible material 912. However, in certain 
embodiments, the wire 800 is offset within the circumfer 
ence of the flexible material 912 to allow more space for 
SutureS. 

0138 FIG. 10A is a perspective view illustrating por 
tions of an annuloplasty ring 1000 configured to contract and 
expand according to certain embodiments of the invention. 
FIG. 10B is a top cross-sectional view of the annuloplasty 
ring 1000. As discussed above, after the annuloplasty ring 
1000 has been contracted, it may become necessary to 
expand the annuloplasty ring 1000. For example, the annu 
loplasty ring 1000 may be implanted in a child with an 
enlarged heart. When the size of the heart begins to recover 
to its natural size, the annuloplasty ring 1000 can be con 
tracted. Then, as the child gets older and the heart begins to 
grow, the annuloplasty ring 1000 can be enlarged as needed. 

0.139. The annuloplasty ring 1000 comprises a first shape 
memory wire 1010 for contracting the annuloplasty ring 
1000 and a second shape memory wire 1012 for expanding 
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the annuloplasty ring 1000. The first and second shape 
memory wires, 1010, 1012 are covered by the flexible 
material 912 and the Sulturable material 914 shown in FIGS. 
9A-9B. For illustrative purposes, portions of the flexible 
material 912 and the Suturable material 914 are not shown in 
FIG. 10A to show the shape memory wires 1010, 1012. 
However, as schematically illustrated in FIG. 10B, in cer 
tain embodiments, the flexible material 912 and the Sutur 
able material 914 substantially cover the first and second 
shape memory wires 1010, 1012. As discussed below, the 
flexible material 912 operatively couples the first shape 
memory wire 1010 and the second shape memory wire 1012 
Such that a shape change in one will mechanically effect the 
shape of the other. The first and Second shape memory wires 
1010, 1012 each comprise a shape memory material, such as 
the shape memory materials discussed above. However, the 
first and second shape memory wires 1010, 1012 are acti 
Vated at different temperatures. 
0140. In certain embodiments, the annuloplasty ring 1000 
is heated to a first temperature that causes the first shape 
memory wire 1010 to transition to its austenite phase and 
contract to its memorized shape. At the first temperature, the 
Second shape memory wire 1012 is in its martensite phase 
and is Substantially flexible as compared the contracted first 
shape memory wire 1010. Thus, when the first shape 
memory wire 1010 transitions to its austenite phase, it exerts 
a sufficient force on the second shape memory wire 1012 
through the flexible material 912 to deform the second shape 
memory wire 1012 and cause the annuloplasty ring 1000 to 
COntract. 

0.141. The annuloplasty ring 1000 can be expanded by 
heating the annuloplasty ring to a Second temperature that 
causes the Second shape memory wire 1012 to transition to 
its austenite phase and expand to its memorized shape. In 
certain embodiments, the Second temperature is higher than 
the first temperature. Thus, at the Second temperature, both 
the first and second shape memory wires 1010, 1012 are in 
their respective austenite phases. In certain Such embodi 
ments, the diameter of the second shape memory wire 1012 
is Sufficiently larger than the diameter of the first shape 
memory wire 1010 such that the second memory shape wire 
1012 exerts a greater force to maintain its memorized shape 
in the austenite phase than the first shape memory wire 1010. 
Thus, the first shape memory wire 1010 is mechanically 
deformed by the force of the second memory shape wire 
1012 and the annuloplasty ring 1000 expands. 
0142. In certain embodiments, the first memory shape 
wire 1010 is configured to contract by approximately 10% to 
25% when transitioning to its austenite phase. In certain 
such embodiments, the first memory shape wire 1010 has an 
austenite start temperature A in a range between approxi 
mately 33 degrees Celsius and approximately 43 degrees 
Celsius, an austenite finish temperature A in a range 
between approximately 45 degrees Celsius and approxi 
mately 55 degrees Celsius, a martensite start temperature M 
less than approximately 30 degrees Celsius, and a martensite 
finish temperature M greater than approximately 20 degrees 
Celsius. In other embodiments, the austenite finish tempera 
ture A of the first memory shape wire 1010 is in a range 
between approximately 48.75 degrees Celsius and approxi 
mately 51.25 degrees Celsius. 
0143. In certain embodiments, the second memory shape 
wire 1012 is configured to expand by approximately 10% to 
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25% when transitioning to its austenite phase. In certain 
such embodiments, the second memory shape wire 1010 has 
an austenite Start temperature A in a range between approxi 
mately 60 degrees Celsius and approximately 70 degrees 
Celsius, an austenite finish temperature A in a range 
between approximately 65 degrees Celsius and approxi 
mately 75 degrees Celsius, a martensite start temperature M 
less than approximately 30 degrees Celsius, and a martensite 
finish temperature Mfgreater than approximately 20 degrees 
Celsius. In other embodiments, the austenite finish tempera 
ture A of the first memory shape wire 1010 is in a range 
between approximately 68.75 degrees Celsius and approxi 
mately 71.25 degrees Celsius. 
014.4 FIG. 11A is a perspective view illustrating portions 
of an annuloplasty ring 1100 according to certain embodi 
ments comprising the first shape memory wire 1010 for 
contraction, the Second shape memory wire 1012 for expan 
Sion, the flexible material 912 and the Suturable material 914 
shown in FIGS. 10A-10B. For illustrative purposes, por 
tions of the flexible material 912 and the Suturable material 
914 are not shown in FIG. 11A to show the shape memory 
wires 1010, 1012. However, in certain embodiments, the 
flexible material 912 and the Suturable material 914 Sub 
Stantially cover the first and Second shape memory wires 
1010, 1012. FIG. 11B is an enlarged perspective view of a 
portion of the annuloplasty ring 1100 shown in FIG. 11A. 
For illustrative purposes, portions of the flexible material 
912 are not shown to expose the first and second shape 
memory wires 1010, 1012 and portions of the suturable 
material 914 are shown peeled back to expose the flexible 
material 912. 

0145 The first shape memory wire 1010 comprises a first 
coating 1120 and the second shape memory wire 1012 
comprises a Second coating 1122. In certain embodiments, 
the first coating 1120 and the second coating 1122 each 
comprise Silicone tubing configured to provide Suture attach 
ment to a heart Valve annulus. In certain other embodiments, 
the first coating 1120 and the second coating 1122 each 
comprise an energy absorption material, Such as the energy 
absorption materials discussed above. In certain Such 
embodiments, the first coating 1120 heats when exposed to 
a first form of energy and the Second coating 1122 heats 
when exposed to a Second form of energy. For example, the 
first coating 1120 may heat when exposed to MRI energy 
and the Second coating 1122 may heat when exposed to 
HIFU energy. As another example, the first coating 1120 
may heat when exposed to RF energy at a first frequency and 
the Second coating 1122 may heat when exposed to RF 
energy at a Second frequency. Thus, the first shape memory 
wire 1010 and the second shape memory wire 1012 can be 
activated independently Such that one transitions to its 
austenite phase while the other remains in its martensite 
phase, resulting in contraction or expansion of the annulo 
plasty ring 1100. 
0146 FIG. 12 is a perspective view of a shape memory 
wire 800, such as the wire 800 shown in FIG.8, wrapped in 
an electrically conductive coil 1210 according to certain 
embodiments of the invention. The coil 1210 is wrapped 
around a portion of the wire 800 where it is desired to focus 
energy and heat the wire 800. In certain embodiments, the 
coil 1210 is wrapped around approximately 5% to approxi 
mately 15% of the wire 800. In other embodiments, the coil 
1210 is wrapped around approximately 15% to approxi 
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mately 70% of the wire 800. In other embodiments, the coil 
1210 is wrapped around substantially the entire wire 800. 
Although not shown, in certain embodiments, the wire 800 
also comprises a coating comprising an energy absorption 
material, Such as the energy absorption materials discussed 
above. The coating may or may not be covered by the coil 
1210. 

0147 As discussed above, an electrical current can be 
non-invasively induced in the coil 1210 using electromag 
netic energy. For example, in certain embodiments, a hand 
held or portable device (not shown) comprising an electri 
cally conductive coil generates an electromagnetic field that 
non-invasively penetrates the patient's body and induces a 
current in the coil 1210. The electrical current causes the coil 
1210 to heat. The coil 1210, the wire 800 and the coating (if 
any) are thermally conductive So as to transfer the heat or 
thermal energy from the coil 1210 to the wire 800. Thus, 
thermal energy can be directed to the wire 800, or portions 
thereof, while reducing thermal damage to Surrounding 
tissue. 

0148 FIGS. 13A and 13B show an embodiment of an 
annuloplasty ring 1310 having a nominal inner diameter or 
transverse dimension indicated by arrow 1312 and a nominal 
outer diameter or transverse dimension indicated by arrows 
1314. The ring 1310 includes a tubular member 1316 having 
a Substantially round transverse croSS Section with an inter 
nal shape memory member 1318 disposed within an inner 
chamber 1319 of the tubular member 1316. The internal 
shape memory member 1318 is a ribbon or wire bent into a 
Series of interconnected Segments 1320. Upon heating of the 
tubular member 1316 and the internal shape memory mem 
ber 1318, the inner transverse dimension 1312 becomes 
smaller due to axial shortening of the tubular member 1316 
and an inward radial force applied to an inner chamber 
surface 1322 of the tubular member 1316 by the internal 
shape memory member 1318. The internal shape memory 
member 1318 is expanded upon heating such that the ends 
of Segments 1320 push against the inner chamber Surface 
1322 and outer chamber surface 1324, as shown by arrow 
1326 in FIG. 13B, and facilitate radial contraction of the 
inner transverse dimension 1312. Thus, activation of the 
internal shape memory member 1318 changes the relative 
distance between the against the inner chamber Surface 1322 
and outer chamber Surface 1324. 

0149. Although not shown in FIGS. 13A or 13B, The 
inner Shape memory member 1318 may also have a heating 
energy absorption enhancement material, Such as one or 
more of the energy absorption enhancement materials dis 
cussed above, disposed about it within the inner chamber 
1319. The energy absorption material may also be coated on 
an outer Surface and/or an inner Surface of the tubular 
member 1316. The inner transverse dimension 1312 of the 
ring 1310 in FIG. 13B is less than the inner transverse 
dimension 1312 of the ring 1310 shown in FIG. 13A. 
However, according to certain embodiments, the outer trans 
verse dimension 1314 is substantially constant in both 
FIGS. 13A and 13B. 

0150. For some indications, it may be desirable for an 
adjustable annuloplasty ring to have Some compliance in 
order to allow for expansion and contraction of the ring in 
concert with the expansion and contraction of the heart 
during the beating cycle or with the hydrodynamics of the 
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pulsatile flow through the valve during the cycle. AS Such, it 
may be desirable for an entire annuloplasty ring, or a Section 
or sections thereof, to have some axial flexibility to allow for 
Some limited and controlled expansion and contraction 
under clinical conditions. FIGS. 14 and 15 illustrate 
embodiments of adjustable annuloplasty rings that allow 
Some expansion and contraction in a deployed State. 

0151 FIG. 14 shows an annuloplasty ring 1400 that is 
constructed in Such a way that it allows mechanical expan 
sion and compression of the ring 1400 under clinical con 
ditions. The ring 1400 includes a coil 1412 made of a shape 
memory material, Such as one or more of the shape memory 
materials discussed above. The shape memory material or 
other portion of the ring 1400 may be coated with an energy 
absorption material, Such as the energy absorption materials 
discussed above. The coil 1412 may have a typical helical 
Structure of a normal Spring wire coil, or alternatively, may 
have another Structure Such as a ribbon coil. In certain 
embodiments, the coil 1412 is surrounded by a suturable 
material 128, Such as Dacron(E) or the other Suturable mate 
rials discussed herein. The coiled Structure or configuration 
of the coil 1412 allows the ring 1400 to expand and contract 
Slightly when under physiological pressures and forces from 
heart dynamics or hydrodynamics of blood flow through a 
host heart valve. 

0152 For embodiments where the coil 1412 is made of 
NiTi alloy or other shape memory material, the ring 1400 is 
responsive to temperature changes which may be induced by 
the application of heating energy on the coil 1412. In certain 
embodiments, if the temperature is raised, the coil 1412 will 
contract axially or circumferentially Such that an inner 
transverse dimension of the ring 1400 decreases, as shown 
by the dashed lines in FIG. 14. In FIG. 14, reference 1412 
represents the coil 1412 in its contracted State and reference 
128' represents the suturable material 128 in its contracted 
state around the contracted coil 1412. In addition, or in other 
embodiments, the coil 1412 expands axially or circumfer 
entially Such that the inner transverse dimension of the ring 
1400 increases. Thus, in certain embodiments, the ring 1400 
can be expanded and contracted by applying invasive or 
non-invasive energy thereto. 

0153 FIG. 15 illustrates another embodiment of an 
adjustable annuloplasty ring 1500 that has dynamic compli 
ance with dimensions, features and materials that may be the 
same as or similar to those of ring 1400. However, the ring 
1500 has a zig-zag ribbon member 1510 in place of the coil 
1412 in the embodiment of FIG. 14. In certain embodi 
ments, if the temperature is raised, the ribbon member 1510 
will contract axially or circumferentially Such that an inner 
transverse dimension of the ring 1500 decreases, as shown 
by the dashed lines in FIG. 15. In FIG. 15, reference 1510' 
represents the ribbon member 1510 in its contracted State 
and reference 128' represents the suturable material 128 in 
its contracted State around the contracted ribbon member 
1510'. In addition, or in other embodiments, the ribbon 
member 1510 expands axially or circumferentially such that 
the inner transverse dimension of the ring 1500 increases. 
Thus, in certain embodiments, the ring 1500 can be 
expanded and contracted by applying invasive or non 
invasive energy thereto. 

0154) The embodiments of FIGS. 14 and 15 may have a 
Substantially circular configuration as shown in the figures, 
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or may have D-shaped or C-shaped configurations as shown 
with regard to other embodiments discussed above. In 
certain embodiments, the features, dimensions and materials 
of rings 1400 and 1500 are the same as or similar to the 
features, dimensions and materials of the annuloplasty ring 
400 discussed above. 

0155 FIGS. 16A and 16B illustrate an annuloplasty ring 
1600 according to certain embodiments that has a substan 
tially circular shape or configuration when in the non 
activated state shown in FIG.16A. The ring 1600 comprises 
shape memory material or materials which are separated into 
a first temperature response Zone 1602, a Second temperature 
response Zone 1604, a third temperature response Zone 1606 
and a fourth temperature response Zone 1608. The Zones are 
axially separated by boundaries 1610. Although the ring 
1600 is shown with four Zones 1602, 1604, 1606, 1608, an 
artisan will recognize from the disclosure herein that other 
embodiments may include two or more Zones of the same or 
differing lengths. For example, one embodiment of an 
annuloplasty ring 1600 includes approximately three to 
approximately eight temperature response Zones. 
0156. In certain embodiments, the shape memory mate 
rials of the various temperature response Zones 1602, 1604, 
1606, 1608 are selected to have temperature responses and 
reaction characteristics Such that a desired shape and con 
figuration can be achieved in Vivo by the application of 
invasive or non-invasive energy, as discussed above. In 
addition to general contraction and expansion changes, more 
Subtle changes in shape and configuration for improvement 
or optimization of valve function or hemodynamics may be 
achieved with Such embodiments. 

O157 According to certain embodiments, the first Zone 
1602 and second Zone 1604 of the ring 1600 are made from 
a shape memory material having a first shape memory 
temperature response. The third Zone 1606 and fourth Zone 
1608 are made from a shape memory material having a 
Second shape memory temperature response. In certain 
embodiments, the four Zones comprise the same shape 
memory material, Such as NiTi alloy or other shape memory 
material as discussed above, processed to produce the varied 
temperature response in the respective Zones. In other 
embodiments, two or more of the Zones may comprise 
different shape memory materials. Certain embodiments 
include a combination of shape memory alloys and shape 
memory polymers in order to achieve the desired results. 
0158. According to certain embodiments, FIG. 16B 
shows the ring 1600 after heat activation such that it 
comprises expanded Zones 1606', 1608" corresponding to the 
Zones 1606, 1608 shown in FIG. 16A. As schematically 
shown in FIG. 16A, activation has expanded the Zones 
1606', 1608" so as to increase the axial lengths of the 
Segments of the ring 1600 corresponding to those Zones. In 
addition, or in other embodiments, the Zones 1606 and 1608 
are configured to contract by a similar percentage instead of 
expand. In other embodiments, the Zones 1602, 1604, 1606, 
1608 are configured to each have a different shape memory 
temperature response Such that each Segment corresponding 
to each Zone 1602, 1604, 1606, 1608 could be activated 
Sequentially. 

0159 FIG. 16B schematically illustrates that the Zones 
1606', 1608" have expanded axially (i.e., from their initial 
configuration as shown by the Zones 1606, 1608 in FIG. 
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16A). In certain embodiments, the Zones 1602, 1604 are 
configured to be thermally activated to remember a shape 
memory dimension or size upon reaching a temperature in a 
range between approximately 51 degrees Celsius and 
approximately 60 degrees Celsius. In certain Such embodi 
ments, the Zones 1606 and 1608 are configured to respond 
at temperatures in a range between approximately 41 
degrees Celsius and approximately 48 degrees Celsius. 
Thus, for example, by applying invasive or non-invasive 
energy, as discussed above, to the ring 1600 until the ring 
1600 reaches a temperature of approximately 41 degrees 
Celsius to approximately 48 degrees Celsius, the Zones 
1606, 1608 will respond by expanding or contracting by 
Virtue of the shape memory mechanism, and the Zones 1602, 
1604 will not. 

0160 In certain other embodiments, the Zones 1602, 
1604 are configured to expand or contract by virtue of the 
shape memory mechanism at a temperature in a range 
between approximately 50 degrees Celsius and approxi 
mately 60 degrees Celsius. In certain Such embodiments, the 
Zones 1606, 1608 are configured to respond at a temperature 
in a range between approximately 39 degrees Celsius and 
approximately 45 degrees Celsius. 
0.161 In certain embodiments, the materials, dimensions 
and features of the annuloplasty ring 1600 and the corre 
sponding Zones 1602, 1604, 1606, 1608 have the same or 
Similar features, dimensions or materials as those of the 
other ring embodiments discussed above. In certain embodi 
ments, the features of the annuloplasty ring 1600 are added 
to the embodiments discussed above. 

0162 FIGS. 17A and 17B illustrate an annuloplasty ring 
1700 according to certain embodiments that is similar to the 
annuloplasty ring 1600 discussed above, but having a 
“D-shaped” configuration. The ring 1700 comprises shape 
memory material or materials which are Separated into a first 
temperature response Zone 1714, a Second temperature 
response Zone 1716, a third temperature response Zone 1718 
and a fourth temperature response Zone 1720. The Segments 
defined by the Zones 1714, 1716, 1718, 1720 are separated 
by boundaries 1722. Other than the D-shaped configuration, 
the ring 1700 according to certain embodiments has the 
Same or similar features, dimensions and materials as the 
features, dimension and materials of the ring 1600 discussed 
above. 

0163). According to certain embodiments, FIG. 17B 
shows the ring 1700 after heat activation such that it 
comprises expanded Zones 1718, 1720 corresponding to the 
Zones 1718, 1720 shown in FIG. 17A. As schematically 
shown in FIG. 17B, activation has expanded the Zones 
1718, 1720' by virtue of the shape memory mechanism. The 
Zones 1718, 1720 could also be selectively shrunk or con 
tracted axially by Virtue of the same shape memory mecha 
nism for an embodiment having a remembered shape 
smaller than the nominal shape shown in FIG. 17A. The 
transverse cross sections of the rings 1600 and 1700 are 
Substantially round, but can also have any other Suitable 
transverse croSS Sectional configuration, Such as oval, 
Square, rectangular or the like. 
0164. In certain situations, it is advantageous to reshape 
a heart Valve annulus in one dimension while leaving 
another dimension Substantially unchanged or reshaped in a 
different direction. For example, FIG. 18 is a sectional view 
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of a mitral valve 1810 having an anterior (aortic) leaflet 
1812, a posterior leaflet 1814 and an annulus 1816. The 
anterior leaflet 1812 and the posterior leaflet 1814 meet at a 
first commissure 1818 and a second commissure 1820. 
When healthy, the annulus 1816 encircles the leaflets 1812, 
1814 and maintains their spacing to provide closure of a gap 
1822 during left ventricular contraction. When the heart is 
not healthy, the leaflets 1812, 1814 do not achieve sufficient 
coaptation to close the gap 1822, resulting in regurgitation. 
In certain embodiments, the annulus 1816 is reinforced so as 
to push the anterior leaflet 1812 and the posterior leaflet 
1814 closer together without Substantially pushing the first 
commissure 1818 and the second commissure 1820 toward 
one another. 

0.165 FIG. 18 schematically illustrates an exemplary 
annuloplasty ring 1826 comprising shape memory material 
configured to reinforce the annulus 1816 according to cer 
tain embodiments of the invention. For illustrative purposes, 
the annuloplasty ring 1826 is shown in an activated State 
wherein it has transformed to a memorized configuration 
upon application of invasive or non-invasive energy, as 
described herein. While the annuloplasty ring 1826 is sub 
Stantially C-shaped, an artisan will recognize from the 
disclosure herein that other shapes are possible including, 
for example, a continuous circular, oval or D-shaped ring. 
0166 In certain embodiments, the annuloplasty ring 1826 
comprises a first marker 1830 and a second marker 1832 that 
are aligned with the first commissure 1818 and the second 
commissure 1820, respectively, when the annuloplasty ring 
1826 is implanted around the mitral valve 1810. In certain 
embodiments, the first marker 1830 and the second marker 
1832 comprise materials that can be imaged in-vivo using 
Standard imaging techniques. For example, in certain 
embodiments, the markers 1830 comprise radiopaque mark 
erS or other imaging materials, as is known in the art. Thus, 
the markers 1830, 1832 can be used for Subsequent proce 
dures for alignment with the annuloplasty ring 1826 and/or 
the commissures 1818, 1820. For example, the markers 
1830, 1832 can be used to align a percutaneous energy 
Source, Such as a heated balloon inserted through a catheter, 
with the annuloplasty ring 1826. 
0167. When the shape memory material is activated, the 
annuloplasty ring 1826 contracts in the direction of the 
arrow 1824 to push the anterior leaflet 1812 toward the 
posterior leaflet 1814. Such anterior/posterior contraction 
improves the coaptation of the leaflets 1812, 1814 such that 
the gap 1824 between the leaflets 1812, 1814 sufficiently 
closes during left ventricular contraction. In certain embodi 
ments, the annuloplasty ring 1826 also expands in the 
direction of arrows 1834. Thus, the first commissure 1818 
and the second commissure 1820 are pulled away from each 
other, which draws the leaflets 1812, 1814 closer together 
and further improves their coaptation. However, in certain 
other embodiments, the annuloplasty ring does not expand 
in the direction of the arrows 1834. In certain Such embodi 
ments, the distance between the lateral portions of the 
annuloplasty ring 1826 between the anterior portion and the 
posterior portion (e.g., the lateral portions approximately 
correspond to the locations of the markers 1830, 1832 in the 
embodiment shown in FIG. 18) remains substantially the 
Same after the shape memory material is activated. 
0168 FIG. 19 is a schematic diagram of a substantially 
C-shaped wire comprising a shape memory material con 
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figured to contract in a first direction and expand in a Second 
direction according to certain embodiments of the invention. 
Suitable shape memory materials include shape memory 
polymers or shape memory alloys including, for example, 
ferromagnetic shape memory alloys, as discussed above. 
FIG. 19 schematically illustrates the wire 800 in its acti 
Vated configuration or memorized shape. For illustrative 
purposes, the wire 800 is shown relative to dashed lines 
representing its deformed shape or configuration when 
implanted into a body before activation. 

0169. When the shape memory material is activated, the 
wire 800 is configured to respond by contracting in a first 
direction as indicated by arrow 1824. In certain embodi 
ments, the wire 800 also expands in a second direction as 
indicated by arrows 1834. Thus, the wire 800 is usable by 
the annuloplasty ring 1826 shown in FIG. 18 to improve the 
coaptation of the leaflets 1812, 1814 by contracting the 
annulus 1816 in the anterior/posterior direction. In certain 
embodiments, the anterior/posterior contraction is in a range 
between approximately 10% and approximately 20%. In 
certain embodiments, only a first portion 1910 and a second 
portion 1912 of the wire 800 comprise the shape memory 
material. When the shape memory material is activated, the 
first portion 1910 and the second portion 1912 of the wire 
800 are configured to respond by transforming to their 
memorized configurations and reshaping the wire 800 as 
shown. 

0170 FIGS. 20A and 20B are schematic diagrams of a 
body member 2000 according to certain embodiments 
uSable by an annuloplasty ring, Such as the annuloplasty ring 
1826 shown in FIG. 18. Although not shown, in certain 
embodiments, the body member 2000 is covered by a 
flexible material Such as silicone rubber and a Suturable 
material Such as woven polyester cloth, Dacron(E), woven 
velour, polyurethane, polytetrafluoroethylene (PTFE), hep 
arin-coated fabric, or other biocompatible material, as dis 
cussed above. 

0171 The body member 2000 comprises a wire 2010 and 
a shape memory tube 2012. As used herein, the terms 
“tube,”“tubular member” and “tubular structure' are broad 
terms having at least their ordinary and customary meaning 
and include, for example, hollow elongated Structures that 
may in cross-section be cylindrical, elliptical, polygonal, or 
any other shape. Further, the hollow portion of the elongated 
Structure may be filled with one or more materials that may 
be the same as and/or different than the material of the 
elongated structure. In certain embodiments, the wire 2010 
comprises a metal or metal alloy Such as StainleSS Steel, 
titanium, platinum, combinations of the foregoing, or the 
like. In certain embodiments, the shape memory tube 2012 
comprises shape memory materials formed in a tubular 
structure through which the wire 2010 is inserted. In certain 
other embodiments, the shape memory tube 2012 comprises 
a shape memory material coated over the wire 2010. Suit 
able shape memory materials include shape memory poly 
merS or shape memory alloys including, for example, fer 
romagnetic shape memory alloys, as discussed above. 
Although not shown, in certain embodiments, the body 
member 2000 comprises an energy absorption enhancement 
material, as discussed above. 

0172 FIG. 20A schematically illustrates the body mem 
ber 2000 in a first configuration or shape and FIG. 20B 
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schematically illustrates the body member 2000 in a second 
configuration or shape after the shape memory tube has been 
activated. For illustrative purposes, dashed lines in FIG. 
20B also show the first configuration of the body member 
2000. When the shape memory material is activated, the 
shape memory tube 2012 is configured to respond by 
contracting in a first direction as indicated by arrow 1824. In 
certain embodiments, the shape memory tube 2012 is also 
configured to expand in a Second direction as indicated by 
arrows 1834. The transformation of the shape memory tube 
2012 exerts a force on the wire 2010 So as to change its 
shape. Thus, the body member 2000 is usable by the 
annuloplasty ring 1826 shown in FIG. 18 to pull the 
commissures 1818, 1820 further apart and push the leaflets 
1812, 1814 closer together to improve coaptation. 
0173 FIGS. 21A and 21B are schematic diagrams of a 
body member 2100 according to certain embodiments 
uSable by an annuloplasty ring, Such as the annuloplasty ring 
1826 shown in FIG. 18. Although not shown, in certain 
embodiments, the body member 2100 is covered by a 
flexible material Such as silicone rubber and a Suturable 
material Such as woven polyester cloth, Dacron(E), woven 
velour, polyurethane, polytetrafluoroethylene (PTFE), hep 
arin-coated fabric, or other biocompatible material, as dis 
cussed above. 

0174) The body member 2100 comprises a wire 2010, 
Such as the wire 2010 shown in FIGS. 20A and 20B and a 
shape memory tube 2112. AS Schematically illustrated in 
FIGS. 21A and 21B, the shape memory tube 2112 is sized 
and configured to cover a certain percentage of the wire 
2010. However, an artisan will recognize from the disclosure 
herein that in other embodiments the shape memory tube 
2112 may cover other percentages of the wire 2010. Indeed, 
FIGS. 22A and 22B schematically illustrate another 
embodiment of a body member 2200 comprising a shape 
memory tube 2112 covering a Substantial portion of a wire 
2010. The amount of coverage depends on Such factors as 
the particular application, the desired shape change, the 
shape memory materials used, the amount of force to be 
exerted by the shape memory tube 2112 when changing 
shape, combinations of the foregoing, and the like. For 
example, in certain embodiments where, as in FIGS. 22A 
and 22B, the shape memory tube 2112 covers a substantial 
portion of a wire 2010, portions of the shape memory tube 
2112 are selectively heated to reshape the wire 2010 at a 
particular location. In certain such embodiments, HIFU 
energy is directed towards, for example, the left Side of the 
shape memory tube 2112, the right Side of the shape memory 
tube 2112, the bottom side of the shape memory tube 2112, 
or a combination of the foregoing to activate only a portion 
of the shape memory tube 2112. Thus, the body member 
2200 can be reshaped one or more portions at a time to allow 
Selective adjustments. 
0.175. In certain embodiments, the shape memory tube 
2112 comprises a first shape memory material 2114 and a 
second shape memory material 2116 formed in a tubular 
structure through which the wire 2010 is inserted. In certain 
such embodiments, the first shape memory material 2114 
and the Second shape memory material 2116 are each 
configured as a Semi-circular portion of the tubular structure. 
For example, FIG. 23 is a transverse cross-sectional view of 
the body member 2100. As schematically illustrated in FIG. 
23, the first shape memory material 2114 and the second 
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shape memory material 2116 are joined at a first boundary 
2310 and a second boundary 2312. In certain embodiments, 
Silicone tubing (not shown) holds the first shape memory 
material 2114 and the second shape memory material 2116 
together. In certain other embodiments, the first shape 
memory material 2114 and the Second shape memory mate 
rial 2116 each comprise a shape memory coating covering 
opposite sides of the wire 2010. Suitable shape memory 
materials include shape memory polymers or shape memory 
alloys including, for example, ferromagnetic shape memory 
alloys, as discussed above. Although not shown, in certain 
embodiments the body member 2100 comprises an energy 
absorption enhancement material, as discussed above. 
0176 FIG. 21A schematically illustrates the body mem 
ber 2100 in a first configuration or shape before the first 
shape memory material 2114 and the Second shape memory 
material 2116 are activated. In certain embodiments, the first 
shape memory material 2114 and the Second shape memory 
material 2116 are configured to be activated or return to their 
respective memorized shapes at different temperatures. 
Thus, the first shape memory material 2114 and the second 
shape memory material 2116 can be activated at different 
times to Selectively expand and/or contract the body member 
2100. For example, in certain embodiments, the second 
shape memory material 2116 is configured to be activated at 
a lower temperature than the first shape memory material 
2114. 

0177 FIG. 21B schematically illustrates the body mem 
ber 2100 in a second configuration or shape after the second 
shape memory material 2116 has been activated. For illus 
trative purposes, dashed lines in FIG.21B also show the first 
configuration of the body member 2100. When the second 
shape memory material 2116 is activated, it responds by 
bending the body member 2100 in a first direction as 
indicated by arrow 1824. In certain embodiments, activation 
also expands the body member 2100 in a second direction as 
indicated by arrows 1834. Thus, the body member 2100 is 
usable by the annuloplasty ring 1826 shown in FIG. 18 to 
pull the commissures 1818, 1820 further apart and push the 
leaflets 1812, 1814 closer together to improve coaptation. 

0178. In certain embodiments, the first shape memory 
material 2114 can then be activated to bend the body 
member 2100 opposite to the first direction as indicated by 
arrow 2118. In certain such embodiments, the body member 
2100 is reshaped to the first configuration as shown in FIG. 
21A (or the dashed lines in FIG. 21B). Thus, for example, 
if the size of the patient's heart begins to grow again (e.g., 
due to age or illnes), the body member 2100 can be enlarged 
to accommodate the growth. In certain other embodiments, 
activation of the first shape memory material 2114 further 
contracts the body member 2100 in the direction of the 
arrow 1824. In certain embodiments, the first shape memory 
material 2114 has an austenite Start temperature A in a range 
between approximately 42 degrees Celsius and approxi 
mately 50 degrees Celsius and the Second shape memory 
material 2116 has an austenite Start temperature AS in a 
range between approximately 38 degrees Celsius and 41 
degrees Celsius. 

0179 FIG. 24 is a perspective view of a body member 
2400 usable by an annuloplasty ring according to certain 
embodiments comprising a first shape memory band 2410 
and a Second shape memory band 2412. Suitable shape 
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memory materials for the bands 2410, 2412 include shape 
memory polymers or shape memory alloys including, for 
example, ferromagnetic shape memory alloys, as discussed 
above. Although not shown, in certain embodiments the 
body member 2100 comprises an energy absorption 
enhancement material, as discussed above. Although not 
shown, in certain embodiments, the body member 2100 is 
covered by a flexible material such as silicone rubber and a 
Suturable material Such as woven polyester cloth, Dacron(E), 
woven Velour, polyurethane, polytetrafluoroethylene 
(PTFE), heparin-coated fabric, or other biocompatible mate 
rial, as discussed above. 
0180. The first shape memory band 2410 is configured to 
loop back on itself to form a Substantially C-shaped con 
figuration. However, an artisan will recognize from the 
disclosure herein that the first shape memory band 2410 can 
be configured to loop back on itself in other configurations 
including, for example, circular, D-shaped, or other curvi 
linear configurations. When activated, the first shape 
memory band 2410 expands or contracts such that overlap 
ping portions of the band 2410 slide with respect to one 
another, changing the overall shape of the body member 
2400. The second shape memory band 2412 is disposed 
along a surface of the first shape memory band 2410 such 
that the Second shape memory band 2412 is physically 
deformed when the first shape memory band 2410 is acti 
vated, and the first shape memory band 2410 is physically 
deformed when the second shape memory band 2412 is 
activated. 

0181. As shown in FIG. 24, in certain embodiments at 
least a portion of the Second shape memory band 2412 is 
disposed between overlapping portions of the first shape 
memory band 2410. An artisan will recognize from the 
disclosure herein, however, that the Second shape memory 
band 2412 may be disposed adjacent to an outer Surface or 
an inner Surface of the first shape memory band 2410 rather 
than between overlapping portions of the first shape memory 
band 2410. When the second shape memory band 2412 is 
activated, it expands or contracts So as to Slide with respect 
to the first shape memory band 2410. In certain embodi 
ments, the first shape memory band 2410 and the second 
shape memory band 2412 are held in relative position to one 
another by the flexible material and/or suturable material 
discussed above. 

0182) While the first shape memory band 2410 and the 
second shape memory band 2412 shown in FIG. 24 are 
Substantially flat, an artisan will recognize from the disclo 
Sure herein that other shapes are possible including, for 
example, rod-shaped wire. However, in certain embodi 
ments the first shape memory band 2410 and the second 
shape memory band 2412 advantageously comprise Substan 
tially flat Surfaces configured to guide one another during 
expansion and/or contraction. Thus, the Surface area of 
overlapping portions of the first shape memory band 2410 
and/or the Second shape memory band 2412 guide the 
movement of the body member 2400 in a single plane and 
reduce misalignment (e.g., twisting or moving in a vertical 
plane) during shape changes. The Surface area of overlap 
ping portions also advantageously increases Support to a 
heart Valve by reducing misalignment during beating of the 
heart. 

0183 An artisan will recognize from the disclosure 
herein that certain embodiments of the body member 2400 
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may not comprise either the first shape memory band 2410 
or the Second shape memory band 2412. For example, in 
certain embodiments the body member 2400 does not 
include the Second shape memory band 2412 and is config 
ured to expand and/or contract by only activating the first 
shape memory band 2410. Further, an artisan will recognize 
from the disclosure herein that either the first band 2410 or 
the Second band 2412 may not comprise a shape memory 
material. For example, the first band 2410 may titanium, 
platinum, Stainless Steel, combinations of the foregoing, or 
the like and may be used with or without the second band 
2412 to Support a coronary valve annulus. 

0184 As schematically illustrated in FIGS. 25A-25C, in 
certain embodiments the body member 2400 is configured to 
change shape at least twice by activating both the first shape 
memory band 2410 and the second shape memory band 
2412. FIG. 25A schematically illustrates the body member 
2400 in a first configuration or shape before the first shape 
memory band 2410 or the second shape memory band 2412 
are activated. In certain embodiments, the first shape 
memory band 2410 and the second shape memory band 
2412 are configured to be activated or return to their 
respective memorized shapes at different temperatures. 
Thus, the first shape memory band 2410 and the second 
shape memory band 2412 can be activated at different times 
to Selectively expand and/or contract the body member 
2400. For example (and for purposes of discussing FIGS. 
25A-25C), in certain embodiments, the first shape memory 
band 2410 is configured to be activated at a lower tempera 
ture than the second shape memory band 2412. However, an 
artisan will recognize from the disclosure herein that in other 
embodiments the second shape memory band 2412 may be 
configured to be activated at a lower temperature than the 
first shape memory band 2410. 

0185 FIG. 25B schematically illustrates the body mem 
ber 2400 in a second configuration or shape after the first 
shape memory band 2410 has been activated. When the first 
shape memory band 2410 is activated, it responds by bend 
ing the body member 2400 in a first direction as indicated by 
arrow 1824. In certain embodiments, the activation also 
expands the body member 2400 in a second direction as 
indicated by arrows 1834. Thus, the body member 2400 is 
usable by the annuloplasty ring 1826 shown in FIG. 18 to 
pull the commissures 1818, 1820 further apart and push the 
leaflets 1812, 1814 closer together to improve coaptation. 

0186. In certain embodiments, the second shape memory 
band 2412 can then be activated to further contract the body 
member 2400 in the direction of the arrow 1824 and, in 
certain embodiments, further expand the body member 2400 
in the direction of arrows 1834. In certain Such embodi 
ments, activating the Second shape memory band 2412 
reshapes the body member 2400 to a third configuration as 
shown in FIG. 25C. Thus, for example, as the patient's heart 
progressively heals and reduces in size, the body member 
2400 can be re-sized to provide continued support and 
improved leaflet coaptation. In certain other embodiments, 
activation of the second shape memory band 2412 bends the 
body member 2400 opposite to the first direction as indi 
cated by arrow 2118. In certain such embodiments, activat 
ing the Second shape memory band 2412 reshapes the body 
member 2400 to the first configuration as shown in FIG. 
25A. Thus, for example, if the size of the patient's heart 
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begins to grow again (e.g., due to age or illness), the body 
member 2400 can be re-sized to accommodate the growth. 
0187. In certain annuloplasty ring embodiments, flexible 
materials and/or Suturable materials used to cover shape 
memory materials also thermally insulate the shape memory 
materials So as to increase the time required to activate the 
shape memory materials through application of thermal 
energy. Thus, Surrounding tissue is exposed to the thermal 
energy for longer periods of time, which may result in 
damage to the Surrounding tissue. Therefore, in certain 
embodiments of the invention, thermally conductive mate 
rials are configured to penetrate the flexible materials and/or 
Suturable materials So as to deliver thermal energy to the 
shape memory materials. Such that the time required to 
activate the shape memory materials is decreased. 
0188 For example, FIG. 26 is a perspective view illus 
trating an annuloplasty ring 2600 comprising one or more 
thermal conductors 2610, 2612, 2614 according to certain 
embodiments of the invention. The annuloplasty ring 2600 
further comprises a shape memory wire 800 covered by a 
flexible material 912 and a Suturable material 914, Such as 
the wire 800, the flexible material 912 and the suturable 
material 914 shown in FIG. 9A. As shown in FIG. 26, in 
certain embodiments, the shape memory wire 800 is offset 
from the center of the flexible material 912 to allow more 
room for Sutures to pass through the flexible material 912 
and Suturable material 914 to attach the annuloplasty ring 
2600 to a cardiac valve. In certain embodiments, the flexible 
material 912 and/or the suturable material 914 are thermally 
insulative. In certain Such embodiments, the flexible mate 
rial 912 comprises a thermally insulative material. Although 
the annuloplasty ring 2600 is shown in FIG. 26 as substan 
tially C-shaped, an artisan will recognize from the disclosure 
herein that the one or more thermal conductors 2610, 2612, 
2614 can also be used with other configurations including, 
for example, circular, D-shaped, or other curvilinear con 
figurations. 
0189 In certain embodiments, the thermal conductors 
2610, 2612, 2614 comprise a thin (e.g., having a thickness 
in a range between approximately 0.002 inches and approxi 
mately 0.015 inches) wire wrapped around the outside of the 
suturable material 914 and penetrating the suturable material 
914 and the flexible material 912 at one or more locations 
2618 So as to transfer externally applied heat energy to the 
shape memory wire 800. For example, FIGS. 27A-27C are 
transverse cross-sectional views of the annuloplasty ring 
2600 schematically illustrating exemplary embodiments for 
conducting thermal energy to the shape memory wire 800. In 
the exemplary embodiment shown in FIG. 27A, the thermal 
conductor 2614 wraps around the suturable material 914 one 
or more times, penetrates the suturable material 914 and the 
flexible material 912, passes around the shape memory wire 
800, and exits the flexible material 912 and the Suturable 
material 914. In certain embodiments, the thermal conductor 
2614 physically contacts the shape memory wire 800. How 
ever, in other embodiments, the thermal conductor 2614 
does not physically contact the shape memory wire 800 but 
passes sufficiently close to the shape memory wire 800 so as 
to decrease the time required to activate the shape memory 
wire 800. Thus, the potential for thermal damage to Sur 
rounding tissue is reduced. 
0190. In the exemplary embodiment shown in FIG.27B, 
the thermal conductor 2614 wraps around the suturable 
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material 914 one or more times, penetrates the suturable 
material 914 and the flexible material 912, passes around the 
shape memory wire 800 two or more times, and exits the 
flexible material 912 and the suturable material 914. By 
passing around the shape memory wire 800 two or more 
times, the thermal conductor 2614 concentrates more energy 
in the area of the shape memory wire 800 as compared to the 
exemplary embodiment shown in FIG. 27A. Again, the 
thermal conductor 2614 may or may not physically contact 
the shape memory wire 800. 
0191). In the exemplary embodiment shown in FIG.27C, 
the thermal conductor 2614 wraps around the suturable 
material 914 one or more times and passes through the 
Suturable material 914 and the flexible material 912 two or 
more times. Thus, portions of the thermal conductor 2614 
are disposed proximate the shape memory wire 800 so as to 
transfer heat energy thereto. Again, the thermal conductor 
2614 may or may not physically contact the shape memory 
wire 800. An artisan will recognize from the disclosure 
herein that one or more of the exemplary embodiments 
shown in FIGS. 27A-27C can be combined and that the 
thermal conductor 2614 can be configured to penetrate the 
Suturable material 914 and the flexible material 912 in other 
ways in accordance with the invention So as to transfer heat 
to the shape memory wire 800. 
0.192 Referring again to FIG. 26, in certain embodiments 
the locations of the thermal conductors 2610,2612, 2614 are 
Selected based at least in part on areas where energy will be 
applied to activate the shape memory wire 800. For 
example, in certain embodiments heat energy is applied 
percutaneously through a balloon catheter and the thermal 
conductors 2610, 2612, 2614 are disposed on the surface of 
the suturable material 914 in locations likely to make contact 
with the inflated balloon. 

0193 In addition, or in other embodiments, the thermal 
conductors 2610, 2612, 2614 are located so as to mark 
desired positions on the annuloplasty ring 2600. For 
example, the thermal conductors 2610, 2612, 2614 may be 
disposed at locations on the annuloplasty ring 2600 corre 
sponding to commissures of heart Valve leaflets, as dis 
cussed above with respect to FIG. 18. As another example, 
the thermal conductors 2610, 2612, 2614 can be used to 
align a percutaneous energy Source, Such as a heated balloon 
inserted through a catheter, with the annuloplasty ring 2600. 
In certain Such embodiments the thermal conductors 2610, 
2612, 2614 comprise radiopaque materials. Such as gold, 
copper or other imaging materials, as is known in the art. 
0194 FIG. 28 is a schematic diagram of an annuloplasty 
ring 2800 according to certain embodiments of the invention 
comprising one or more thermal conductors 2810, 2812, 
2814, 2816, 2818, such as the thermal conductors 2610, 
2612, 2614 shown in FIG. 26. As schematically illustrated 
in FIG. 28, the annuloplasty ring 2800 further comprises a 
shape memory wire 800 covered by a flexible material 912 
and a Suturable material 914, Such as the wire 800, the 
flexible material 912 and the Suturable material 914 shown 
in FIG. 9A. 

0.195. In certain embodiments, the shape memory wire 
800 is not sufficiently thermally conductive so as to quickly 
transfer heat applied in the areas of the thermal conductors 
2810, 2812,2814, 2816,2818. Thus, in certain such embodi 
ments, the annuloplasty ring 2800 comprises a thermal 
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conductor 2820 that runs along the length of the shape 
memory wire 800 so as to transfer heat to points of the shape 
memory wire 800 extending beyond or between the thermal 
conductors 2810, 2812, 2814, 2816, 2818. In certain 
embodiments, each of the thermal conductors 2810, 2812, 
2814, 2816, 2818, comprise a separate thermally conductive 
wire configured to transfer heat to the thermal conductive 
wire 2820. However, in certain other embodiments, at least 
two of the thermal conductors 2810, 2812, 2814, 2816, 2818 
and the thermal conductor 2820 comprise one continuous 
thermally conductive wire. 
0196. Thus, thermal energy can be quickly transferred to 
the annuloplasty ring 2600 or the annuloplasty ring 2800 to 
reduce the amount of energy required to activate the shape 
memory wire 800 and to reduce thermal damage to the 
patient's Surrounding tissue. 

0197) While certain embodiments of the inventions have 
been described, these embodiments have been presented by 
way of example only, and are not intended to limit the Scope 
of the inventions. Indeed, the novel methods and Systems 
described herein may be embodied in a variety of other 
forms; furthermore, various omissions, Substitutions and 
changes in the form of the methods and Systems described 
herein may be made without departing from the Spirit of the 
inventions. The accompanying claims and their equivalents 
are intended to cover Such forms or modifications as would 
fall within the scope and spirit of the inventions. 

What is claimed is: 
1. An adjustable annuloplasty device comprising: 
a body member configured to conform at least partially to 

a cardiac valve annulus, wherein Said body member 
comprises a shape memory material configured to 
transform from a first shape to a Second shape in 
response to being heated; 

a thermally insulative material at least partially covering 
Said body member; and 

a thermally conductive material extending into Said ther 
mally insulative material, Said thermally conductive 
material configured to communicate thermal energy to 
said body member. 

2. The adjustable annuloplasty device of claim 1, wherein 
Said thermally conductive material is further configured as 
an imaging marker. 

3. The adjustable annuloplasty device of claim 2, wherein 
Said thermally conductive material comprises a radiopaque 
material. 

4. The adjustable annuloplasty device of claim 2, further 
comprising a Suturable material at least partially covering 
Said thermally insulative material. 

5. The adjustable annuloplasty device of claim 4, wherein 
Said thermally conductive material is disposed at least 
partially over Said Suturable material. 

6. The adjustable annuloplasty device of claim 5, wherein 
Said thermally conductive material provides indicia of one or 
more valve commissure locations after Said adjustable annu 
loplasty device is implanted on or near a heart Valve annulus. 

7. The adjustable annuloplasty device of claim 1, wherein 
Said thermally conductive material comprises at least one of 
a metallic wire or a metallic ribbon. 

8. The adjustable annuloplasty device of claim 1, wherein 
Said body member is ring shaped. 
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9. The adjustable annuloplasty device of claim 1, wherein 
said body member is C-shaped. 

10. The adjustable annuloplasty device of claim 1, 
wherein said body member is D-shaped. 

11. An adjustable annuloplasty device comprising: 
a body member configured to conform at least partially to 

a cardiac valve annulus, wherein Said body member 
comprises a shape memory material configured to 
transform from a first shape to a Second shape in 
response to being heated; 

a thermally conductive member adjacent Said body mem 
ber, Said thermally conductive material configured to 
communicate thermal energy to Said body member. 

12. The adjustable annuloplasty device of claim 11, 
wherein said thermally conductive member is further con 
figured as an imaging marker. 

13. The adjustable annuloplasty device of claim 12, 
wherein Said thermally conductive member comprises a 
radiopaque material. 

14. The adjustable annuloplasty device of claim 12, 
further comprising a Suturable material at least partially 
covering Said body member. 

15. The adjustable annuloplasty device of claim 14, 
wherein Said thermally conductive member is disposed at 
least partially over Said Suturable material. 

16. The adjustable annuloplasty device of claim 15, 
wherein Said thermally conductive member provides indicia 
of one or more valve commissure locations after said 
adjustable annuloplasty device is implanted on or near a 
heart Valve annulus. 
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17. The adjustable annuloplasty device of claim 11, 
wherein Said thermally conductive member comprises at 
least one of a metallic wire or a metallic ribbon. 

18. The adjustable annuloplasty device of claim 11, 
wherein Said body member is ring shaped. 

19. The adjustable annuloplasty device of claim 11, 
wherein said body member is C-shaped. 

20. The adjustable annuloplasty device of claim 11, 
wherein said body member is D-shaped. 

21. An adjustable cardiac annuloplasty device compris 
ing: 

means for Supporting a cardiac valve annulus, wherein 
Said means changes from a first configuration to a 
Second configuration when heated; 

means for thermally insulating Said Supporting means, 
and 

means for conducting heat through Said insulating means 
to Said Supporting means to transform Said Supporting 
means from Said first configuration to Said Second 
configuration. 

22. The annuloplasty device of claim 21, wherein Said 
Supporting means exerts a force on the cardiac valve annulus 
when in the Second configuration. 


