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METHODS AND APPARATUS FOR FORMING 
SUBMCRON PATTERNS ON FILMS 

0001 CROSS-REFERENCE TO RELATED APPLICA 
TION 

0002 This application claims benefit from U. S. provi 
sion application 60/173,001, filed on Dec. 23, 1999, which 
is incorporated herein by reference in its entirety. 

FIELD OF THE INVENTION 

0003. The invention relates to methods and apparatus for 
producing Submicron patterns on films. This invention was 
made with government support under NSF #DMR-9809365, 
and DOE #DE-FG02–96ER45612. The government has 
certain rights in this invention. 

BACKGROUND OF THE INVENTION 

0004. In the microelectronics, biotechnology, adhesive, 
and microSystem industries, it is important to produce high 
resolution patterns on Substrates. For examples, Such high 
resolution patterns are necessary to produce integrated cir 
cuits. Limits on the resolution of Such patterns limit the 
performance of Such integrated circuits. Presently, microli 
thograplhy is commonly used to produce patterns on Sub 
Strates. Microlithography techniques involve exposing a 
photoresist to an optical pattern, and using chemicals to etch 
either the exposed, or unexposed, portions of the photoresist 
to produce the pattern on the substrate. The resolution of the 
pattern is thus limited by the wavelength of light used to 
produce the optical pattern. 

SUMMARY OF THE INVENTION 

0005 The present invention relates to a technique for 
producing lithographic structures by exposing at least one 
film on a Substrate to an externally applied electric field Such 
as that produced within a parallel plate capacitor. The 
externally applied electric field produces forces in the film 
that cause mass transfer in the film to thereby produce a 
lithographic pattern. The resolution of the pattern will 
depend on the magnitude of the electric field, and the 
dielectric constant, Surface energy, and the Viscosity of the 
film. The pattern can be further specified by Spatially con 
trolling the electric field, e.g., by using patterned electrodes 
in the capacitor. The pattern can also be further specified by 
Spatially varying the Surface energy of the film. 
0006. In general, in one aspect, the invention features a 
method for forming a patterned film on a Substrate. The 
method includes providing a first flowable medium on the 
Substrate and a second flowable medium on the first flowable 
medium. The first and second flowable media have different 
dielectric properties and define an interface between them. 
The method further includes applying an electric field to the 
interface for a time Sufficient to produce a structure in the 
first flowable medium along the interface, and hardening the 
structure in the first flowable medium to form the patterned 
film. 

0007 Embodiments of the invention can include any of 
the following features. 
0008 For example, the first flowable medium can be a 
liquid, and the Second flowable medium can be another 
liquid, or a gas at any pressure. Furthermore, the hardening 
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can include: initiating a chemical reaction in the first flow 
able medium; polymerizing the first flowable medium; or 
croSS-linking the first flowable medium. 
0009. To create a selected pattern, the application of the 
electric field can include laterally varying the Strength of the 
electric field along the interface to define the Structure. 
Furthermore, the method can include providing the Substrate 
with a laterally varying Surface energy to further define the 
Structure. Alternatively, the method can include providing 
the Substrate with a laterally varying Surface energy to 
further define the structure, without laterally varying the 
Strength of the electric field along the interface. 
0010. The substrate can include a lower electrode and the 
application of the electric field can include applying a 
Voltage across the lower electrode and an upper electrode 
spaced from the lower electrode by at least the first and 
second flowable media. Furthermore, to laterally vary the 
Strength of the electric field along the interface, the method 
can involve any of the following: at least one of the upper 
and lower electrodes can have a topography that defines a 
laterally varying Separation between the electrodes; at least 
one of the upper and lower electrodes can include multiple, 
lateral regions having different conductivities, and the Sub 
Strate can include a layer of non-conductive material posi 
tioned between the lower electrode and the first flowable 
medium, wherein the layer of non-conductive material 
includes multiple, lateral regions having different dielectric 
properties. Moreover, the Substrate can include multiple, 
independently addressable lower electrodes and/or there can 
be multiple, independently addressable upper electrodes, to 
thereby laterally vary the strength of the electric field along 
the interface. For example, the application of the external 
electric field can include generating multiple, potential dif 
ferences between one or more of the lower electrodes and 
one or more of the upper electrodes. 
0011 More generally, when the Substrate includes a 
lower electrode, the Substrate can include a layer of non 
conductive material positioned between the lower electrode 
and the first flowable medium. Furthermore, the upper 
electrode can be spaced from the Second flowable medium 
by a layer of non-conductive material. That layer of non 
conductive material may include multiple, lateral regions 
having different dielectric properties. to laterally vary the 
Strength of the electric field along the interface. 
0012. The method can further include separating the 
upper electrode and the Second flowable medium from the 
hardened lateral Structure to reveal the patterned film. Also, 
the method can be repeated to form multiple patterned films 
on the Substrate. 

0013 Furthermore, the method can be used for microli 
thography. For example, the film can expose Selected 
regions of the Substrate and the method can further include 
removing a layer of the Substrate at each of the exposed 
regions. Also, the patterned film can expose Selected regions 
of the Substrate and the method can further include depos 
iting a layer of material at each of the exposed regions of the 
Substrate. 

0014. In another aspect, the invention features the pat 
terned film produced by the method. 
0015. In general, in another aspect, the invention features 
a method for producing a pattern on multiple Substrates. 
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Each of the multiple Substrates has at least one lower 
electrode. The method includes: providing a master defining 
the pattern, the master including at least one upper electrode, 
providing a first flowable medium on one of the Substrates, 
positioning the master above the first flowable medium 
spaced from the first flowable medium by at least a second 
flowable medium, the first and second flowable media 
having different dielectric properties and defining an inter 
face there between; applying a Voltage acroSS at least one of 
the lower electrodes and at least one of the upper electrodes 
for a time Sufficient to produce a structure in the first 
flowable medium along the interface; hardening the lateral 
structure in the first flowable medium to form the pattern; 
and using the same master, repeating the Second providing 
Step, the positioning Step, the generating Step, and the 
hardening Step for additional ones of the Substrates. 
0016. Unless otherwise defined, all technical and scien 

tific terms used herein have the same meaning as commonly 
understood by one of ordinary skill in the art to which this 
invention belongs. Although methods and materials similar 
or equivalent to those described herein can be used in the 
practice or testing of the present invention, Suitable methods 
and materials are described below. All publications, patent 
applications, patents, and other references mentioned herein 
are incorporated by reference in their entirety. In case of 
conflict, the present Specification, including definitions, will 
control. In addition, the materials, methods, and examples 
are illustrative only and not intended to be limiting. 
0.017. The techniques disclosed herein can include many 
advantages. For example, the patterns are produced without 
optical radiation, and therefore their resolution is not limited 
by the wavelength of optical radiation. In principle, the 
lateral resolution of the pattern can be made arbitrarily Small 
by controlling the externally applied electric field and Select 
ing a film with appropriate properties. Furthermore, the 
techniques can produce high-resolution patterns on the film, 
without requiring the use of chemicals to etch or remove 
portions of the film. 
0.018. Other features and advantages of the invention will 
be apparent from the following detailed description, and 
from the claims. 

BRIEF DESCRIPTION OF THE DRAWINGS 

0019 FIGS. 1a and 1b are schematic drawings of an 
apparatus for forming a patterned film. 
0020 FIGS. 2a, 2b, and 2c are schematic drawings of 
the formation of a patterned film using the apparatus of FIG. 
1a. 

0021 FIGS.3a, 3b and 3c are schematic drawings of the 
formation of a patterned film using a modified version of the 
apparatus of FIG. 1a. 
0022 FIGS. 4a and 4b are schematic drawings of the 
formation of a patterned film using a another modified 
version of the apparatus of FIG. 1a. 
0023 FIG. 5 is a graph of theoretically determined 
values of the wavelength 2 of the patterned film and the 
characteristic time T of the pattern formation for a liquid-air 
interface. 

0024 FIG. 6 is a graph of theoretically determined 
values of the wavelength of the patterned film for a 
liquid-liquid interface. 
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0025 FIGS. 7a, 7b, 7c, and 7d are optical micrographs of 
polystyrene patterned films produced using a homogeneous 
externally applied electric field. 
0026 FIG. 8 is an optical micrograph of a polystyrene 
patterned film produced using a heterogeneous externally 
applied electric field. 

DETAILED DESCRIPTION 

0027. The invention features a method for producing a 
microlithographic pattern, e.g., a patterned film on a Sub 
Strate. The method involves exposing the interface between 
a first flowable medium and a second flowable medium to an 
externally applied electric field for a time sufficient to form 
a pattern in the first flowable medium, and hardening the first 
flowable medium to retain the pattern in the absence of the 
externally applied electric field and form the patterned film. 
The electric field can be applied by placing the flowable 
media in a capacitive device, e.g., between two electrodes 
having a potential difference. The flowable media respond to 
local variations in the externally applied electric field along 
the interface and local variations in the Surface energy of an 
electrode, or any intermediate layer, contacting them. 
Accordingly, a Selected pattern can be mapped onto either 
flowable medium by controlling Such parameters. 
0028. An apparatus 100 for producing the patterned films 
is shown in FIG. 1a. A film 110 formed on a Substrate 120, 
is spaced from an upper electrode 130 by a gap 152 filled 
with a second material 150. The second material can be any 
of a gas at any preSSure (e.g., air), a liquid, and a flowable 
plastic. While the Second material is typically a dielectric, it 
can also be conductive or Semiconductive. At least a portion 
of Substrate 120 is conductive and defines a lower electrode. 
For example, the Substrate can be a Semiconducting wafer. 
The first and Second electrodes are connected to a variable 
Voltage Source 140, which during operation produces an 
externally applied electric field between the electrodes. 
0029. Film 110 and second material 150 define an inter 
face 154 that is responsive to a Laplace pressure (e.g., 
Surface tension), which tends to Stabilize the interface. In the 
presence of the externally applied electric field, however, a 
difference in dielectric constant across the interface gives 
rise to an electrostatic pressure, which is opposed by the 
Laplace pressure and a disjoining pressure and destabilize 
the interface. When film 110 and second material 150 are 
each in a State that permits them to flow relative to one 
another, the Structure of the film at the interface can deform 
in response to the electrostatic pressure and produce a lateral 
Structure. For example, Such flowable media include gases, 
liquids, glasses, and flowable plastics Such as teflon. 
0030 Typically film 110 is a dielectric material includ 
ing, e.g., a dielectric polymer or oligomer. For example, the 
film can be a glassy or semi-crystalline polymer (e.g., 
polystyrene), which is spin-coated onto substrate 120. Other 
suitable polymers for the film include polymethylmethacry 
late (PMMA), brominated polystyrene (PBrS), and polyiso 
prene. Suitable oligomers include Styrene and dimethylsi 
loxane. Such polymers and oligomers are also Suitable for 
the Second material in the gap, provided it is different from 
the film material. Preferably, the film is liquified when 
exposed to the externally applied field. The film can be 
liquified by, e.g., heating (i.e., annealing) it or exposing it to 
a Solvent or a Solvent atmosphere. For example, when the 
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film is a glassy or Semi-crystalline polymer, it may be Solid 
at room temperature and turn liquid upon heating. Alterna 
tively, liquifying the film may not be necessary because, e.g., 
the film may already be a liquid or may be sufficiently 
flowable to respond to the electrostatic preSSure imparted by 
the externally applied electric field. In addition to being a 
dielectric material, the film can also be a conductive or 
semiconductive material. However, when either film 110 or 
second material 150 is conductive, Substrate 120 or upper 
electrode 130 may include a non-conductive layer to prevent 
Shorting between the electrodes. Such additional layerS may 
also be desirable even when film 110 and second material 
150 are not both conductive. 

0031) For example, in the embodiment shown in FIG.1b 
substrate 120' includes a nonconductive layer 170 and a 
conductive layer 175 defining the second electrode. In the 
description that follows, the embodiment of FIG. 1a is 
assumed, but the description is applicable to the embodi 
ment of FIG. 1b as well. Furthermore in additional embodi 
ments, film 110 may include a plurality of dielectric, con 
ducting, or Semiconducting layers. The Voltage Source 140 
can be an AC Source or a DC Source. 

0032. When a voltage is applied to the electrodes, the 
resulting electric field between the electrodes 120 and 130 
will induce a dipole field at the dielectric interface between 
film 110 and gap 160, which will ultimately destabilize the 
dielectric film and dominate over competing forces. The film 
develops a Surface undulation with a well-defined wave 
length, as shown in FIG. 2a. With time, the amplitudes of 
these waves increase until film 110 touches electrode 130, as 
shown in FIG. 2b, thereby producing a columnar structure 
having well-defined column diameters and inter-column 
spacing forms. By hardening or Solidifying the film material, 
the structure is preserved, as shown in FIG.2c. For example, 
to preserve the structure, the film can be ordered (e.g., 
crystallized) by reducing temperature and/or adjusting pres 
Sure, it can also be Solidified by any of a chemical reaction, 
a cross-linking process, a polymerization reaction, and a 
Sol-gel process. 

0033. The column diameter and spacing depend on 
parameterS Such as the potential difference between the 
upper and lower electrodes, the electrode spacing, the 
dielectric properties of film 110 and material 150, and the 
Laplace pressure of the film (e.g., the Surface tension for the 
case of gap 160 being a gas). 

0034) The embodiment described in FIGS. 2a-2c corre 
sponds to a device formed by a laterally homogeneous. 
externally applied electric field. In a laterally heterogenae 
ous electric field, the electrically induced instability of the 
dielectric film 110 is additionally modified by the lateral 
gradients of the electric field. This effect can be used to 
replicate a master pattern to a lateral Structure in the dielec 
tric film. To this end, one or both electrodes can feature a 
lateral pattern. Such electrode patterns can be produced, for 
example, by electron beam etching. Such an embodiment is 
shown in FIG. 3a, where upper electrode 130 is replaced 
with upper electrode 330, which is topographically pat 
terned. In this case, the externally applied field causes the 
film undulations to focus in the direction of the electric field 
gradient, i.e., in the direction of increasing electric fields. AS 
a result, the dielectric film forms a pattern corresponding to 
the topographically patterned electrode 330, as shown in 
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FIG. 3b. Upon solidifying the dielectric film, the columnar 
structure is retained, as shown in FIG. 3c. In addition, the 
aspect ratio of the patterned film can be significantly greater 
than that of the patterned electrode. To increase the aspect 
ratio, the Spacing between the upper electrode and the 
Substrate is increased, while the film is liquified and the 
Voltage is applied. If necessary, the Voltage can be varied 
during the relative displacement of the electrode and the 
Substrate. Furthermore, in other embodiments, the lower 
electrode can also be patterned, either in the alternative, or 
in addition, to the upper electrode. 

0035) The embodiment shown in FIGS. 3a-c provides 
one example of how one can laterally vary the Strength of the 
electric field along interface 154 to define the lateral struc 
ture. In another example, the electric field Strength along the 
interface can also be made to vary laterally by providing one 
or both electrodes with multiple, lateral regions having 
different conductivities. For example, the composition of 
one or both of the electrodes can vary laterally (e.g., separate 
lateral regions containing different metals). Furthermore, 
one can vary the electric field Strength at the interface by 
introducing a layer having a lateral variation in dielectric 
material between the upper and lower electrodes. Finally, 
rather than using a single upper electrode and a single lower 
electrode, one can laterally vary the electric field Strength by 
using multiple, independently addressible electrodes togen 
erate multiple Voltage differences acroSS the interface 
between different pairs of the electrodes. Embodiments of 
the invention may include any one or any combination of 
Such techniques to laterally vary the electric field Strength 
along the interface and thereby provide a template for the 
formation of the lateral Structure. 

0036). In a further embodiments shown in FIG. 4a, sub 
strate 120 is replaced with Substrate 420, which has a lateral 
variation in its Surface energy. The lateral variation in 
Surface energy can be produced, for example, by micro 
contact printing, electron or ion-beam etching, and patterned 
deposition of any of, e.g., perfluorinated materials, metals, 
and self-assembled alkane thiols. Thereafter, film 110 is 
deposited onto substrate 420. As in the other embodiments, 
the film is liquified and a Voltage is applied to the electrodes. 
The electric field results in an instability of the dielectric 
film, as described above. The developing Surface undula 
tions align with respect to the Surface energy pattern of the 
Substrate. This structure in the dielectric film is again 
preserved in the absence of the electric field by solidifying 
the polymer, as shown in FIG. 4b. Alternatively, in other 
embodiments, electrode 130 and adjacent gap 160 can have 
a lateral variation in Surface energy, either in the alternative, 
or in addition, to electrode 420. In further embodiments, it 
is also possible to have a lateral variation in the Surface 
energy of one or both of the electrodes, and a topographical 
pattern on one or both of the electrodes, and/or any other 
combination of the techniques described above for laterally 
varying the electric field Strength along the interface. 

0037. In any of the embodiments described above, the 
upper electrode can be treated with a release agent to 
facilitate its removal from the solidified, patterned film. For 
example, using techniques known in the art, a Self-as 
Sembled alkane monolayer can be formed on the top elec 
trode prior to use to facilitate Such removal. 
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0.038 Although not meant to limit the invention in any 
way, the following discussion may provide theoretical guid 
ance for the above and additional embodiments of the 
invention. 

0.039 Theoretically, the origin of the film instability can 
be understood when considering the balance of forces, 
which act at the interface. The interfacial forces (e.g., 
Surface tension Y) minimize the interfacial Surface area and 
stabilize the homogeneous film. The electric field, on the 
other hand, polarizes the film resulting in an effective 
displacement charge density at the liquid-air interface, 
which destabilizes the film. When written in terms of 
pressures, the electrostatic pressure is opposes the Laplace 
preSSure. A local perturbation in the film thickness results in 
a preSSure gradient that drives a flow of the film liquid in the 
plane of the film. The liquid flow next to a solid surface is 
given by a Poiseuille type formula which, together with a 
mass conservation equation, establishes a differential equa 
tion describing the temporal response of the liquid. A 
common approach to investigate the effect of external forces 
on a liquid film is the linear Stability analysis. A Small 
Sinusoidal perturbation is applied to an otherwise flat film 
and its response is calculated with the help of a linearized 
version of the differential equation. The resulting dispersion 
relation quantifies the decay or amplification of a given 
perturbation wavelength with time. The fastest amplified 
mode is given by: 

n = 27 2y (1) 

(E) 

0040 in which ) is the wavelength of the mode and 
corresponds to the resolution of the formed pattern, is a 
function of the electric field and the dielectric constant of the 
film, and h is the thickness of the film. 

0041. The dotted and dashed lines in FIG. 5 show ) as 
a function of the electric field for slightly different models of 
the electrostatic pressure 1. A similar equation quantifies 
the characteristic time t, for the formation of the instability 
(right hand axis in FIG. 5). The experimental data shown in 
FIG. 5 will be described further below. 

0.042 For the limit of a vacuum gap separating the upper 
electrode from the film, expressions for 2 and t, can 
further be expressed as: 

(2) 
= 27 y ( 1 m = - e, e - 1 - ) , 

3ry 1 ( &d 6 1 (3) t = ( – ) 4 &6 e - 1 U 

0.043 where the applied voltage between the electrodes is 
U, the Surface energy of the film is Y, the dielectric constant 
of the film is 6, the film viscosity is m, and the plate 
Separation is d. In general, the equations indicate that no 
features are formed without the presence of the externally 
applied field. They also indicate that the resolution of the 
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pattern is arbitrarily Small because, in principle, d, h, and U 
can be arbitrarily controlled. For example, non-conductive 
Spacers can be used to precisely control the electrode 
spacing. For Suitable parameters, the electric field is typi 
cally in the range of about 107 V/m, and the time required to 
produce Small features is Sub-Second. Furthermore, if 
desired, the Surface energy of the film can be adjusted by 
introducing materials. Such as Surfactants or block copoly 
mers, or additives that increase or decrease the Surface 
energy. 

0044) For the case of a liquid material separating the film 
from the upper electrode, the difference in dielectric constant 
acroSS the interface decreases, which would tend to increase 
the value for 2. In practice, however, this is more than 
compensated by a decrease in the Laplace pressure for a 
liquid-liquid interface versus a liquid-air interface. For 
example, a typical Laplace pressure for a liquid-air interface 
is about 30 dynes/cm, whereas the Laplace pressure for a 
water-oil interface is about 1 dynes/cm. This is explained 
with further reference to FIG. 6. The dependence of ) on 
the dielectric constant difference between the liquids, i.e. 
A6=6-6, while keeping other variables constant, is 
shown in FIG. 6 (dashed line, left and top axis). diverges 
at the point where the dielectric constants of the two media 
are equal, i.e. A6=0. This is understandable Since the 
polarizabilities of the liquids are equal and the electric field 
does not exert any pressure on the liquid/liquid interface. 
The solid line (left and bottom axis) of FIG. 3 illustrates a 
Simple route to achieve Smaller sized Structures. These 
results show the Scaling of 2 as a function of the interface 
or Surface tension. It is seen that ). Vy. AS described 
above, a strategy to reduce Y is by the addition of a small 
amount of a diblock-copolymer that Segregates to the liquid/ 
liquid interface. Similarly one can achieve an effective 
reduction of the Surface tension of a single layer by placing 
a Surfactant or any additive that reduces Y at the liquid/air 
interface. One consequence of the reduction in 2 for the 
bilayer is a dramatic decrease in time required to amplify 
fluctuations. Intuitively, one would expect that the presence 
of the second viscous medium would slow the growth of 
fluctuations Substantially. On the contrary, experimental 
results (described in further detail in Example 3) show a 
50-fold reduction in this characteristic time relative to a 
liquid-air Structure. 
0045 While the topography of the film occurs spontane 
ously, control of the lateral Structure is achieved by laterally 
varying the electric field Strength at the interface as 
described above. For example, recall that the upper electrode 
can be replaced by a topographically patterned master, as 
described in reference to FIG. 2a-2c. Because the electro 
Static forces are Strongest for Smallest electrode spacings d, 
the time for the instability to form is much shorter for 
Smaller values of d (see FIG. 5, right hand axis). As a 
consequence, the emerging Structure in the film is focused 
towards the electrode Structure. This leads to a replication of 
the master electrode. 

0046. In general, embodiments of the invention exploit 
the use of electrostatic forces to act on a dielectric boundary. 
If the inter-electrode spacing is chosen Small enough (<1 
pum), Small applied Voltages (~30 V) are Sufficient to gen 
erate high electric fields (107-10 V/m) in the dielectric film. 
This results in Strong preSSures that act on the dielectric 
boundary (~10 kN/m). These forces cause the break-up of 
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the dielectric film. For a laterally homogeneous electric 
field, the film instability features a characteristic wave 
length., which is a function of the electric field Strength and 
the dielectric constant of the film and is well described by a 
linear Stability analysis. If one of the electrodes is replaced 
by a patterned master, the electrode Structure is replicated by 
the dielectric medium. AS described in the experimental 
results below, lateral length Scales down to 140 nm and 
aspect ratioS close to 1 have been created. The extension to 
lateral length Scales of less than 100 nm and aspect ratioS 
greater than 1 are possible. 

0047 The patterning methods disclosed herein can have 
many applications. 

0.048 For example, the methods can be used in microli 
thographic applications where the patterned film is formed 
on the Substrate as a mask to Selectively expose Some 
regions of the Substrate and not others. Once formed, the 
pattern can be transferred to the Substrate by removing a 
layer of the Substrate at each of the exposed regions, e.g., by 
chemical or reactive ion etching techniques. Alternatively, a 
layer of material can be deposited onto the patterned Sub 
Strate to fill the exposed regions. For example, the exposed 
regions can be filled with metal to provide wires within an 
integrated circuit. 

0049 Furthermore, using the techniques disclosed 
herein, multiple patterned films can be built up on a Single 
Substrate. For example, an additional layer can be deposited 
over the first patterned film to immobilize it during Subse 
quent pattern formation above the additional layer. More 
over, in addition to being a mask for microlithographic 
applications, the patterned films may themselves provide 
functionality for any multilayer Structure formed using the 
methods disclosed herein. For example, the patterned film 
can be a patterned Semiconducting layer in an integrated 
circuit. 

0050. The patterning techniques disclosed herein are not 
limited to the fabrication of integrated circuits. They can 
also be used to form Single or multiple patterned Surfaces as 
part of, e.g., a display device or a chemical, biological, 
medical, or mechanical Sensor. 
0051 Returning again to microlithography applications, 
the methods disclosed herein include many advantages over 
conventional photolithography techniques. In Such tech 
niques, optical radiation passes through a mask or reticle to 
expose Selected regions of a photoresist layer deposited on 
a Substrate. Typically a wet chemical etch follows to remove 
either the exposed or unexposed regions of the photoresist 
and thereby produce a patterned film on the Substrate. In 
contrast, the techniques disclosed herein do not require a wet 
chemical etch to form the patterned film, instead the exter 
nally applied electric field causes mass transfer of the film 
material to form the pattern. AS result, problems commonly 
asSociated with wet etching, Such as under exposure or 
undercutting due to over exposure are avoided. 

0.052 Furthermore, the techniques disclosed herein do 
not require the optical exposure tools necessary in photoli 
thography. Moreover, the resolution of the techniques are 
not limited by any optical diffraction or Scattering con 
Straints. To the contrary, a single master electrode having a 
topography with resolution better than the diffraction-lim 
ited resolution of photolithography tool can be produced by, 
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e.g., electron beam etching, and then, using the techniques 
disclosed herein, the master electrode can be used multiple 
times to reproduce the high-resolution pattern on as a film on 
each of multiple Substrates. 

EXAMPLES 

0053) The invention will now be illustrated by way of the 
following nonlimiting examples. 

EXAMPLE 1. 

0054 Homogeneous Field 
0055) A thin polymer film of polystyrene (PS) of thick 
neSS h was spin-coated from Solution onto a highly polished 
Silicon wafer Serving as one of the electrodes. Subsequently 
another Silicon wafer was mounted as the opposing electrode 
at a distance d leaving a thin air gap. The assembly was then 
heated above the glass transition temperature of the polymer 
(T,) and a small voltage U (20-50 V) was applied. To assure 
the air gap, the top electrode had a Small Step. Using a wedge 
geometry, a range of d values could be achieved, while 
locally maintaining a nearly parallel electrode configuration. 
Air gaps ranging from 100 nm to 1000 nm were achieved in 
this way. The Voltage and the geometry of the capacitor 
device determine the electric field. The electrostatic driving 
force Scales with the difference of the electric fields in the 

polymer film, E, and the air gap. E increases with decreas 
ing values of d and increasing polymer film thickness h. The 
low applied Voltage combined with the Small distance 
between the electrodes (d-1 um) leads to high electric fields 
E (107-10 V/m). The electric filed caused a small current 
to flow through the device (10-50 mA/cm). At high electric 
fields the current is caused by an ion conduction mechanism 
mediated by Small impurity molecules in the polymer 
matrix. After exposing the heated film to the applied Voltage 
for a time ranging from Several minutes to a few hours, the 
polymer was Subsequently immobilized by quenching below 
T, the top electrode was mechanically removed, and then 
the morphology of the polymer film was investigated by 
optical and atomic force microscopy (AFM). 
0056. The results of the experiment are shown in FIGS. 
7a-7d, which are optical micrographs of polystyrene (PS) 
films that were exposed to an electric field. In FIGS. 7a and 
7b, a 93 nm thick PS film was annealed for 18 hours at 170 
C. with an applied voltage U=50 V. In FIGS. 7c and 7d, the 
film thickness was increased to 193 nm. Depending on the 
electric field Strength and the exposure time, either Surface 
undulations (FIG. 7a) or a columnar structure where the 
liquidbridges the gap between the electrodes (FIG.7b) were 
observed. Because the two electrodes were not perfectly 
parallel, the electric field also exhibits a Small lateral varia 
tion. 

0057 Qualitatively, different degrees of ordering were 
observed. The ordering phenomenon originates from the 
repulsion of the equally charged undulation maxima and 
minima. While the film morphology in FIG.7b exhibits only 
imperfect order, more complete hexagonal packing was 
achieved in FIG. 7c. The main difference between the two 
images is the initial thickness h of the polymer film. With 
otherwise Similar parameters, this increased thickness leads 
to a more dense lateral arrangement of the polymer columns 
and to an increased column-column repulsion. As a conse 
quence, an improved hexagonal order was observed in FIG. 
7c compared to FIG. 7b. 
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0.058 While nearest neighbor interactions lead to a hex 
agonal Symmetry, Second order effects can be observed as 
well, as demonstrated for the nucleated instability in FIG. 
7d. The locally higher value of hat the nucleation point leads 
to a higher electric field and an increased driving force. This 
caused a depletion of the nearest-neighbor undulations. The 
next-nearest neighbors, on the other hand, were again ampli 
fied. They formed a rosette on a circle with a radius r=2), and 
a circumference of 2Urs12), where 2 is a characteristic 
wavelength. Beyond the circle of next-nearest neighbors, the 
instability decays with increasing distance. In the absence of 
nucleation effects, a similar argument also explains the 
hexagonal closest packing of the columns in FIG. 7c, where 
each maximum is Surrounded by Six neighbors, correspond 
ing to a circle with radius ), and circumference s6). 

0059 Another observation concerns the well-defined lat 
eral length Scale. The wavelength ) is a function of electric 
field E, which varies inversely with the electrode spacing. 
The lateral Structure dimensions as well as the plateau height 
is readily measured with the AFM yielding 2 as a function 
of electrode spacing d. In FIG. 5, 2 is plotted as a function 
of the electric field E in the polymer layer. For a given film 
thickneSS h, the characteristic lateral Structure Size exhibits 
a power-law dependence as a function of the increasing 
electric field, corresponding to a decrease in the electrode 
Spacing (top axis). 

EXAMPLE 2 

0060 Heterogeneous Fields 

0061 A patterned electrode was mounted facing a bro 
minated polystyrene film (h-45 nm), and the film was 
subjected to an applied voltage of 42 V. The device was 
maintained at 170° C. and exposed to the applied voltage for 
20 hours. To ensure that no polymer remained on the master 
electrode after disassembly, the electrode was rendered 
unpolar by depositing of a self-assembled monolayer. FIG. 
8 is an AFM image that shows 140 nm wide stripes (full 
width half maximum), which replicate the Silicon master 
electrode (200 rum stripes separated by 200 nm wide and 
170 nm deep grooves). A cross-section measurement reveals 
a step height of 125 nm, with the resolution being limited by 
the geometry of the AFM tip. The profile of the polymer 
Stripes is nearly rectangular with an aspect ratio of 0.83. The 
high quality of the replication extended over the entire 
100x100 um area that was covered by the master pattern. 

EXAMPLE 3 

0062) Bilayer Liquids 

0063 Thin liquid films of polyisoprene (PI) and oligo 
meric styrene (OS) were spin-coated from toluene Solutions 
onto bare and gold-coated Silicon wafers, respectively. The 
film thickneSS was 140 nm. For Some experiments, a Small 
air gap was left above the liquid to form liquid/air bilayers. 
In the remaining experiments, the air was replaced with a 
layer of oligomeric dimethylsiloxane (ODMS), thus forming 
a liquid/liquid bilayer. No Solvent was used to deposit the 
ODMS layer. The overall thickness of the bilayer was 
nominally 1 um. Table 1 below Summarizes the physical 
constants of the liquid oligomers and polymers. From the 
Scientific literature, the interfacial tension of OS/ODMS, 
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OS/PI and PI/ODMS are 6.1 mN/m, 1.68 mN/m and 3.2 
mN/m, respectively. Thin rails of silicon oxide were evapo 
rated on top of indium-tin-oxide (ITO)-coated microscope 
Slides (Delta Techologies), and these slides were mounted on 
top of the bilayer samples with the ITO and silicon oxide 
Side facing the bilayer Samples. The Separation distance 
between the Substrate (Siwafer) and the upper boundary was 
thus controlled by the height of the evaporated Spacers and 
was typically 1.08 um. The Samples were placed under an 
optical microscope and a small voltage (U=20 V for PI/air, 
PI/ODMS bilayer experiments and U=50 V for OS/air, 
OS/ODMS bilayer experiments) was applied between the Si 
substrate (electrode 1) and the ITO layer (electrode 2). As 
the ITO-coated Substrates do not significantly absorb light in 
the Visible range, this geometry permitted a direct observa 
tion of the temporal evolution of the thin liquid films in the 
electric field. In the first set of experiments, a layer of PI was 
placed between the electrodes, leaving an air gap of 940 nm. 
An amplification of fluctuations at the PI/air interface, 
occurred, ultimately leading to the creation of an array of 
Vertically Standing PI columns. The average distance 
between the center of two neighboring columns is 

0064. The influence of changes in 6 and Y of the upper 
layer on the time and size Scales of the evolving Structures 
was investigated in the Second Set of experiments involving 
a PI/ODMS bilayer annealed at ambient conditions. Again a 
cylinder Structure results, but there is a clear reduction in 
length Scale, associated with the replacement of air by 
ODMS. The cylinder structures now exhibit a typical spac 
ing of <de>=20.6:1.3 um. This spacing is about one 
half that observed in the single film experiments. The 
characteristic times for the growth of the cylinders were 
determined for both the Single and bilavers cases by optical 
microscopic observations. The time required to produce the 
first observable features was taken as the characteristic time. 
Notably, the time required to produce the cylindrical Struc 
tures at the PT/ODMS interface was about one hour, nearly 
50 times faster than the time needed to produce the columns 
in the Single film case. Additional experiments on OS/air and 
OS/ODMS bilayers showed essentially the same behavior, 
with <div>=12.7+2.8 um for OS/air and <d 
7.6+2.9 um of OS/ODMS. 

TABLE 1. 

OS PI ODMS 

Y(mN/m) 39 32 2O 
e 2.5 2.37 2.93 
Mn 58O 40,000 commercial grade 
m(Poise) 15 400 O1 

Other Embodiments 

0065. It is to be understood that while the invention has 
been described in conjunction with the detailed description 
thereof, that the foregoing description is intended to illus 
trate and not limit the Scope of the invention, which is 
defined by the Scope of the appended claims. Other aspects, 
advantages, and modifications are within the Scope of the 
following claims. 
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What is claimed is: 
1. A method for forming a patterned film on a Substrate, 

the method comprising: 
providing a first flowable medium on the Substrate and a 

Second flowable medium on the first flowable medium, 
the first and second flowable media having different 
dielectric properties and defining an interface there 
between; 

applying an electric field to the interface for a time 
sufficient to produce a structure in the first flowable 
medium along the interface; and 

hardening the structure in the first flowable medium to 
form the patterned film. 

2. The method of claim 1, wherein the second flowable 
medium is a gas at any pressure. 

3. The method of claim 1, wherein the second flowable 
medium is a liquid. 

4. The method of claim 1, wherein the application of the 
electric field comprises laterally varying the Strength of the 
electric field along the interface to define the Structure. 

5. The method of claim 4, further comprising providing 
the Substrate with a laterally varying Surface energy to 
further define the structure. 

6. The method of claim 1, further comprising providing 
the Substrate with a laterally varying Surface energy to define 
the Structure. 

7. The method of claim 1, wherein the Substrate comprises 
a lower electrode and the application of the electric field 
comprises applying a voltage across the lower electrode and 
an upper electrode Spaced from the lower electrode by at 
least the first and second flowable media. 

8. The method of claim 7, wherein at least one of the 
upper and lower electrodes have a topography that defines a 
laterally varying Separation between the electrodes. 

9. The method of claim 7, wherein at least one of the 
upper and lower electrodes comprises multiple, lateral 
regions having different conductivities. 

10. The method of claim 7, wherein the Substrate includes 
a layer of non-conductive material positioned between the 
lower electrode and the first flowable medium. 

11. The method of claim 10, wherein the layer of non 
conductive material comprises multiple, lateral regions hav 
ing different dielectric properties. 

12. The method of claim 7, wherein the upper electrode is 
spaced from the second flowable medium by a layer of 
non-conductive material. 

13. The method of claim 12, wherein the layer of non 
conductive material comprises multiple, lateral regions hav 
ing different dielectric properties. 

14. The method of claim 7, wherein the Substrate com 
prises multiple, independently addressable lower electrodes. 

15. The method of claim 7, wherein the application of the 
external electric field comprises generating multiple, poten 
tial differences between the lower electrode and multiple, 
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independently addressable upper electrodes Spaced from the 
lower electrode by at least the first and second flowable 
media. 

16. The method of claim 1, wherein the first flowable 
medium is a liquid. 

17. The method of claim 1, wherein the hardening com 
prises cooling the first flowable medium. 

18. The method of claim 1, wherein the hardening com 
prises initiating a chemical reaction in the first flowable 
medium. 

19. The method of claim 1, wherein the hardening com 
prises polymerizing the first flowable medium. 

20. The method of claim 1, wherein the hardening com 
prises croSS-linking the first flowable medium. 

21. The method of claim 7 further comprising Separating 
the upper electrode and the Second flowable medium from 
the hardened lateral Structure to reveal the patterned film. 

22. The method of claim 1, further comprising repeating 
the providing, applying, and hardening Steps to form a 
Second patterned film on the Substrate. 

23. The method of claim 1, wherein the patterned film 
exposes Selected regions of the Substrate and the method 
further comprises removing a layer of the Substrate at each 
of the exposed regions. 

24. The method of claim 1, wherein the patterned film 
exposes Selected regions of the Substrate and the method 
further comprises depositing a layer of material at each of 
the exposed regions of the Substrate. 

25. A method for producing a pattern on multiple Sub 
Strates, each of the multiple Substrates having at least one 
lower electrode, the method comprising: 

providing a master defining the pattern, the master com 
prising at least one upper electrode, 

providing a first flowable medium on one of the Sub 
Strates, 

positioning the master above the first flowable medium 
spaced from the first floatable medium by at least a 
Second flowable medium, the first and second flowable 
media having different dielectric properties and defin 
ing an interface there between; 

applying a Voltage acroSS at least one of the lower 
electrodes and at least one of the upper electrodes for 
a time Sufficient to produce a structure in the first 
flowable medium along the interface; 

hardening the lateral structure in the first flowable 
medium to form the pattern; and 

using the same master, repeating the Second providing 
Step, the positioning Step the generating Step, and the 
hardening Step for additional ones of the Substrates. 

26. A patterned film produced by the method of claim 1. 
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