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DESCRIPTION

SEMICONDUCTOR DEVICE AND METHOD FOR MANUFACTURING THE

SAME

TECHNICAL FIELD

[0001]

The present invention relates to a technique for miniaturizing semiconductor

integrated circuits. The invention disclosed in this specification includes in its scope an

element formed using a compound semiconductor, in addition to that formed using a

silicon semiconductor, as a component of a semiconductor integrated circuit, and

discloses an element formed using a wide-gap semiconductor as an example.

[0002]

In this specification, a semiconductor device generally means a device which

can function by utilizing semiconductor characteristics, and an electro-optic device, a

semiconductor circuit, and an electronic device are all semiconductor devices.

BACKGROUND ART

[0003]

As semiconductor memory devices, dynamic RAMs (DRAMs) formed using a

silicon substrate are well-known products and currently used in a variety of electronic

devices. A memory cell which is a key component in a DRAM includes a reading and

writing transistor and a capacitor.

[0004]

DRAMs are an example of volatile memory devices, and another example of

volatile memory devices is static random access memories (SRAMs). An SRAM holds

stored data by using a circuit such as a flip-flop and thus does not need refresh operation,

which is an advantage over a DRAM. However, cost per storage capacity is high

because a circuit such as a flip-flop is used. Moreover, as in a DRAM, stored data in an

SRAM is lost when power supply stops.

[0005]

An example of nonvolatile memory devices is flash memories. A flash



memory includes a floating gate between a gate electrode and a channel formation region

in a transistor and stores data by holding charge in the floating gate. Therefore, a flash

memory has advantages in that the data holding period is extremely long

(semi-permanent) and refresh operation which is necessary to volatile memory devices is

not needed.

[0006]

However, in a flash memory, there is a problem in that a memory element

becomes incapable of functioning after a large number of repeated write operations

because a gate insulating layer included in the memory element deteriorates due to

tunneling current generated in the write operations. In order to avoid this problem, a

method in which the number of write operations is equalized among memory elements

can be employed, for example, but a complex peripheral circuit is needed to realize this

method. Moreover, even when such a method is employed, the fundamental problem of

lifetime cannot be resolved. In other words, a flash memory is not suitable for

applications in which data is frequently rewritten.

[0007]

In addition, high voltage is necessary in order to inject charge into the floating

gate or remove the charge. Moreover, it takes a relatively long time to inject or remove

charge, and it is not easy to increase the speed of writing or erasing data.

[0008]

Volatile memory devices typified by DRAMs are formed using a silicon

substrate, and their circuit patterns, like those for other semiconductor integrated circuits,

have been miniaturized in accordance with the scaling law. There was a time when it

was considered difficult to achieve a design rule of 100 m or less. One of the reasons is

that in a transistor having a channel length of 100 nm or less, a punch-through current is

likely to flow due to a short-channel effect and the transistor becomes incapable of

functioning as a switching element, which has been considered to be a problem. In

order to prevent a punch-through current, a silicon substrate may be doped with an

impurity at high concentration. However, this is not an appropriate solution to the

problem because it makes a junction leakage current likely to flow between a source and

the substrate or between a drain and the substrate and eventually causes a deterioration of

memory retention characteristics.



[0009]

Reference 1 discloses a technique in which a transistor formed using an oxide

semiconductor layer is used as a memory.

[0010]

Reference 2 discloses a transistor formed using amorphous IGZO and having a

channel length of 50 nm.

[References]

[0011]

[Reference 1] Japanese Published Patent Application No. 2011-171702

[0012]

[Reference 2] Ihun Song et al., "Short Channel Characteristics of

Gallium-Indium-Zinc-Oxide Thin Film Transistors for Three-Dimensional Stacking

Memory", IEEE ELECTRON DEVICE LETTERS, Vol. 29, No. 6, June 2008, pp.

549-552

DISCLOSURE OF INVENTION

[0013]

It is an object to provide a semiconductor device including a transistor which is

formed using an oxide semiconductor layer and has a channel length of less than 50 nm,

and a method for manufacturing the semiconductor device.

[0014]

A shorter channel length causes the problem of leakage due to a parasitic

channel. Therefore, it is an object to provide a transistor structure for reducing the

leakage due to a parasitic channel.

[0015]

It is another object to provide a semiconductor device having a novel structure,

which can hold stored data even when not powered and which has an unlimited number of

write cycles.

[0016]

Over a first transistor having a channel formation region in a substrate

including a semiconductor material such as single crystal silicon, a second transistor

having a channel formation region in an oxide semiconductor layer is provided. A



source electrode layer and a drain electrode layer of the second transistor are formed by

selectively etching a conductive film which is formed over and in contact with the oxide

semiconductor layer.

[0017]

The gap between the source electrode layer and the drain electrode layer of the

second transistor is the channel length L of the second transistor. In order to achieve a

channel length L of less than 50 nm, a mask obtained by exposing a resist to an electron

beam and then developing the resist is used as an etching mask for the conductive film.

[0018]

One embodiment of the invention disclosed in this specification is a method for

manufacturing a semiconductor device, which includes the steps of: forming a gate

insulating layer over a gate electrode layer; forming an oxide semiconductor layer over

the gate insulating layer; forming a first conductive layer and a second conductive layer

over the oxide semiconductor layer; forming a conductive film over the first conductive

layer and the second conductive layer; forming a resist over the conductive film; and

forming a third conductive layer over the first conductive layer and a fourth conductive

layer over the second conductive layer by performing exposure to an electron beam

(also referred to as electron beam exposure) and then by selectively etching the

conductive film. The gap between the third conductive layer and the fourth conductive

layer is narrower than the gap between the first conductive layer and the second

conductive layer. The first conductive layer and the third conductive layer are a source

electrode. The second conductive layer and the fourth conductive layer are a drain

electrode.

[0019]

A semiconductor device obtained by the above manufacturing method also has

a feature, and the embodiment is a semiconductor device which includes: a gate

electrode layer over a semiconductor substrate; an oxide semiconductor layer over the

gate electrode layer and overlapping with the gate electrode layer; a first conductive

layer over the oxide semiconductor layer, and a third conductive layer over and in

contact with the first conductive layer; a second conductive layer over the oxide

semiconductor layer, and a fourth conductive layer over and in contact with the second

conductive layer; and an insulating layer over and in contact with the third conductive



layer and the fourth conductive layer and partly in contact with the oxide semiconductor

layer. The gap between the third conductive layer and the fourth conductive layer is

narrower than the gap between the first conductive layer and the second conductive

layer. The first conductive layer and the third conductive layer are a source electrode.

The second conductive layer and the fourth conductive layer are a drain electrode.

[0020]

Note that in the above semiconductor device, a conductive film may be stacked

over the oxide semiconductor layer; the third conductive layer may be provided over

and in contact with the first conductive layer and the fourth conductive layer may be

provided over and in contact with the second conductive layer; a fifth conductive layer

may be formed over the third conductive layer; and a sixth conductive layer may be

formed over the fourth conductive layer. Another embodiment of the invention

disclosed in this specification is a semiconductor device which includes: a gate

electrode layer over a semiconductor substrate; an oxide semiconductor layer over the

gate electrode layer and overlapping with the gate electrode layer; a first conductive

layer over the oxide semiconductor layer, a third conductive layer over and in contact

with the first conductive layer, and a fifth conductive layer over and in contact with the

third conductive layer; a second conductive layer over the oxide semiconductor layer, a

fourth conductive layer over and in contact with the second conductive layer, and a sixth

conductive layer over and in contact with the fourth conductive layer; and an insulating

layer over and in contact with the fifth conductive layer and the sixth conductive layer

and partly in contact with the oxide semiconductor layer. The gap between the fifth

conductive layer and the sixth conductive layer is narrower than the gap between the

first conductive layer and the second conductive layer. The first conductive layer, the

third conductive layer, and the fifth conductive layer are a source electrode. The

second conductive layer, the fourth conductive layer, and the sixth conductive layer are

a drain electrode.

[0021]

A manufacturing method for the above semiconductor device is a method for

manufacturing a semiconductor device, which includes the steps of: forming a gate

insulating layer over the gate electrode layer; forming the oxide semiconductor layer

over the gate insulating layer; forming the first conductive layer and the second



conductive layer over the oxide semiconductor layer; forming a conductive film over

the first conductive layer and the second conductive layer; forming a resist over the

conductive film; and forming a fifth conductive layer over the first conductive layer and

a sixth conductive layer over the second conductive layer by performing electron beam

exposure and then by selectively etching the conductive film. The gap between the

fifth conductive layer and the sixth conductive layer is narrower than the gap between

the first conductive layer and the second conductive layer. The first conductive layer

and the fifth conductive layer are a source electrode. The second conductive layer and

the sixth conductive layer are a drain electrode. Note that in the above embodiment, a

third conductive layer may be provided between the first conductive layer and the fifth

conductive layer, and a fourth conductive layer may be provided between the second

conductive layer and the sixth conductive layer.

[0022]

In each of the above manufacturing methods, the gap between the third

conductive layer and the fourth conductive layer may be determined by the electron

beam exposure, and the gap between the first conductive layer and the second

conductive layer may be determined by light exposure with a photomask.

[0023]

The order of the steps in each of the above manufacturing methods may be

changed; the first conductive layer and the second conductive layer may be formed

using a mask obtained by electron beam exposure, and then, the third conductive layer

and the fourth conductive layer may be formed by light exposure with a photomask.

Another embodiment of the invention disclosed in this specification is a method for

manufacturing a semiconductor device, which includes the steps of: forming a gate

insulating layer over a gate electrode layer; forming an oxide semiconductor layer over

the gate insulating layer; forming a conductive film over the oxide semiconductor layer;

forming a positive resist over the conductive film; forming a first conductive layer and a

second conductive layer by performing electron beam exposure and then by selectively

etching the conductive film; and forming a third conductive layer over and partly in

contact with the first conductive layer and a fourth conductive layer over and partly in

contact with the second conductive layer. The gap between the first conductive layer

and the second conductive layer is narrower than the gap between the third conductive



layer and the fourth conductive layer. The first conductive layer and the third

conductive layer are a source electrode. The second conductive layer and the fourth

conductive layer are a drain electrode. In the above manufacturing steps, the width of

the oxide semiconductor layer in the channel length direction may be larger than the

width of the gate electrode layer in the channel length direction. This enables the

oxide semiconductor layer to be supplied with oxygen more easily from an insulating

layer below the oxide semiconductor layer, for example.

[0024]

In the method for manufacturing a semiconductor device, the gap between the

first conductive layer and the second conductive layer is determined by the electron

beam exposure, and the gap between the third conductive layer and the fourth

conductive layer may be determined by light exposure with a photomask. In the

method for manufacturing a semiconductor device of the above embodiment, the

channel length in the semiconductor device may be the gap between the first conductive

layer and the second conductive layer.

[0025]

In the case where the oxide semiconductor layer is processed by using a

photolithography technique or the like so as to have a desired shape (a desired patterned

shape, for example) such as an island shape, an end surface of the oxide semiconductor

layer might become less resistive by being exposed to an etching gas, atmospheric

constituents, moisture, or the like. Thus, a layout in which a channel formation region

with a channel length of less than 50 nm is formed in the vicinity of the end surface of

the oxide semiconductor layer might lead to an increase of leakage. Therefore, the

channel formation region with a channel length L of less than 50 nm and a region with a

gap which is larger than the channel length L are provided between the source

electrode layer and the drain electrode layer. Such a layout can achieve a reduction of

leakage due to a parasitic channel. Note that the channel formation region is a region

with a size equal to the shortest distance between the source electrode layer and the

drain electrode layer of the second transistor.

[0026]

Another embodiment of the invention disclosed in this specification is a

method for manufacturing a semiconductor device, which includes the steps of: forming



a gate insulating layer over a gate electrode layer; forming an oxide semiconductor layer

over the gate insulating layer; forming a conductive film over the oxide semiconductor

layer; forming a positive resist over the conductive film; forming an opening with

different widths by performing electron beam exposure and then by selectively etching

the conductive film to form a first conductive layer and a second conductive layer with

different gaps therebetween over the oxide semiconductor layer; and forming a third

conductive layer over and partly in contact with the first conductive layer and a fourth

conductive layer over and partly in contact with the second conductive layer. The gap

between the first conductive layer and the second conductive layer is narrower than the

gap between the third conductive layer and the fourth conductive layer. The first

conductive layer and the third conductive layer are a source electrode. The second

conductive layer and the fourth conductive layer are a drain electrode.

[0027]

In the above embodiment, the different gaps between the first conductive layer

and the second conductive layer over the oxide semiconductor layer may be determined

by the electron beam exposure, or a photomask may be used for the larger gap.

Another embodiment of the invention is a method for manufacturing a semiconductor

device, which includes the steps of: forming a gate insulating layer over a gate electrode

layer; forming an oxide semiconductor layer over the gate insulating layer; forming a

conductive film over the oxide semiconductor layer; forming a positive resist over the

conductive film; forming a first conductive layer and a second conductive layer by

performing electron beam exposure, performing first etching, performing second

etching of the conductive film using a first mask, and performing third etching using a

second mask; and forming a third conductive layer over and partly in contact with the

first conductive layer and a fourth conductive layer over and partly in contact with the

second conductive layer. The gap between the first conductive layer and the second

conductive layer is narrower than the gap between the third conductive layer and the

fourth conductive layer. The first conductive layer and the third conductive layer are a

source electrode. The second conductive layer and the fourth conductive layer are a

drain electrode.

[0028]

In the above embodiment, a first gap which is the narrowest gap between the



first conductive layer and the second conductive layer is determined by the electron

beam exposure, and a second gap between the first conductive layer and the second

conductive layer may be determined by light exposure with a photomask. In the above

embodiment, there are the first gap and the second gap wider than the first gap between

the first conductive layer overlapping with the oxide semiconductor layer and the

second conductive layer overlapping with the oxide semiconductor layer, and the first

gap may be equal to the channel length of a transistor.

[0029]

In each of the above embodiments, the gate insulating layer may be subjected

to planarization treatment. When the gate insulating layer is flat, the resist formed

over the gate insulating layer can be precisely exposed to an electron beam during the

electron beam exposure.

[0030]

The oxide semiconductor layer is preferably highly purified so as to contain

hardly any impurities such as copper, aluminum, and chlorine. In the process for

manufacturing the transistor, steps in which these impurities are not mixed or attached to

the surface of the oxide semiconductor layer are preferably selected as appropriate. In

the case where the impurities are attached to the surface of the oxide semiconductor layer,

the impurities on the surface of the oxide semiconductor layer are preferably removed by

exposure to oxalic acid, dilute hydrofluoric acid, or the like or by plasma treatment (such

as N20 plasma treatment). Specifically, the copper concentration of the oxide

semiconductor layer is lower than or equal to 1 x 10 18 atoms/cm3, preferably lower than

3or equal to 1 χ 10 atoms/cm . In addition, the aluminum concentration of the oxide

18 3semiconductor layer is lower than or equal to 1 x 10 atoms/cm . Further, the chlorine

concentration of the oxide semiconductor layer is lower than or equal to 2 x 10 18

atoms/cm3.

[0031]

In addition, shortly after the oxide semiconductor layer is formed, it is preferable

that the oxide semiconductor layer is supersaturated which contains oxygen in a

proportion higher than that in the stoichiometric composition. For example, in the case

where the oxide semiconductor layer is formed by a sputtering method, the formation is



preferably performed in the state where the proportion of oxygen in a film formation gas

is large, and in particular, the formation is preferably performed in an oxygen atmosphere

(an oxygen gas: 100 %). When the formation is performed in the state where the

proportion of oxygen in the film formation gas is large, particularly in a 100 % oxygen

gas atmosphere, release of zinc from the film can be reduced even at a film formation

temperature higher than or equal to 300 °C, for example.

[0032]

The oxide semiconductor layer is preferably an oxide semiconductor layer

which is purified by sufficient removal of impurities such as hydrogen or by sufficient

supply of oxygen so as to be supersaturated with oxygen. Specifically, the hydrogen

concentration of the oxide semiconductor layer is 5 x 10 19 atoms/cm3 or less, preferably 5

1 3 3x 10 atoms/cm or less, more preferably 5 10 atoms/cm or less. Note that the

above hydrogen concentration of the oxide semiconductor layer is measured by

secondary ion mass spectrometry (SIMS). In order that the oxide semiconductor layer

is supersaturated with oxygen by sufficient supply of oxygen, an insulating layer

containing excess oxygen (such as a Si<¾ layer) is provided so as to surround and be in

contact with the oxide semiconductor layer.

[0033]

As the insulating layer containing excess oxygen, a SiO or silicon oxynitride

film containing much oxygen as a result of film formation under the conditions which

are set as appropriate for a PCVD method or a sputtering method is used. In order to

make the insulating layer contain much more excess oxygen, oxygen is added by an ion

implantation method, an ion doping method, or plasma treatment.

[0034]

In the case where the hydrogen concentration of the insulating layer containing
7 0excess oxygen is greater than or equal to 7.2 x 10 atoms/cm , variation in initial

characteristics of transistors is increased, a channel length dependence of electrical

characteristics of a transistor is increased, and a transistor is significantly deteriorated in

the BT stress test; therefore, the hydrogen concentration of the insulating layer containing
7 0excess oxygen should be less than 7.2 x 10 atoms/cm . In other words, the hydrogen

concentration of the oxide semiconductor layer is preferably less than or equal to 5 x 10 19



atoms/cm 3, and the hydrogen concentration of the insulating layer containing excess

oxygen is preferably less than 7.2 x 1020 atoms/cm 3.

[0035]

In addition, a blocking layer (such as an Α10 layer) for preventing oxygen from

being released from the oxide semiconductor layer is preferably provided so as to be

positioned outside the insulating layer containing excess oxygen.

[0036]

When the oxide semiconductor layer is surrounded by the insulating layer

containing excess oxygen or the blocking layer, the oxide semiconductor layer can

contain oxygen in a proportion which is substantially the same as that in the

stoichiometric composition, or in a proportion higher than that in the stoichiometric

composition i.e., the oxide semiconductor layer can be supersaturated with oxygen. For

example, in the case where the oxide semiconductor layer is formed of IGZO although an

example of stoichiometric composition is In:Ga:Zn:0 = 1:1 : 1 :4 [atomic ratio], the ratio

of oxygen atoms in the IGZO which is supersaturated with oxygen is larger than 4 .

[0037]

According to the present invention, a semiconductor device which includes a

transistor formed using an oxide semiconductor layer and having a channel length of

less than 50 nm can be obtained. In addition, a transistor structure for reducing

leakage due to a parasitic channel can be obtained.

[0038]

Furthermore, a semiconductor device including a memory which can hold

stored data even when not powered and which has an unlimited number of write cycles

can be obtained.

BRIEF DESCRIPTION OF DRAWINGS

[0039]

FIGS. 1A and IB are a cross-sectional view and a top view illustrating one

embodiment of the present invention.

FIG. 2 is an equivalent circuit diagram illustrating one embodiment of the

present invention.



FIGS. 3A to 3C are a top view and cross-sectional views of a semiconductor

device of one embodiment of the present invention.

FIGS. 4A1 to 4A3, 4B1 to 4B3, and 4C1 to 4C3 illustrate a method for

manufacturing a semiconductor device of one embodiment of the present invention.

FIGS. 5A1 to 5A3, 5B1 to 5B3, and 5C1 to 5C3 illustrate a method for

manufacturing a semiconductor device of one embodiment of the present invention.

FIGS. 6A1 to 6A3, 6B1 to 6B3, and 6C1 to 6C3 illustrate a method for

manufacturing a semiconductor device of one embodiment of the present invention.

FIGS. 7A1 to 7A3, 7B1 to 7B3, and 7C1 to 7C3 illustrate a method for

manufacturing a semiconductor device of one embodiment of the present invention.

FIGS. 8A and 8B are a cross-sectional view and a circuit diagram illustrating

one embodiment of a semiconductor device.

FIG. 9 is a perspective view illustrating one embodiment of a semiconductor

device.

FIG. 10 is a cross-sectional view illustrating one embodiment of a

semiconductor device.

FIGS. 11A to llC illustrate an electronic device of one embodiment of the

present invention.

FIGS. 12A to 12C illustrate a method for manufacturing a semiconductor device

of one embodiment of the present invention.

FIGS. 13A to 13C are cross-sectional views and a top view of a semiconductor

device of one embodiment of the present invention.

FIG. 4 is a top view of a semiconductor device of one embodiment of the

present invention.

FIGS. 15A to 15C are a top view and cross-sectional views of a semiconductor

device of one embodiment of the present invention.

FIGS. 16A1 to 16A3 illustrate a method for manufacturing a semiconductor

device of one embodiment of the present invention.

FIGS. 17A1 to 17A3, 17B1 to 17B3, and 17C1 to 17C3 illustrate a method for

manufacturing a semiconductor device of one embodiment of the present invention.

FIGS. 18A and 18B are a cross-sectional view and a top view illustrating one

embodiment of the present invention.



FIGS. 19A to 19C are a top view and cross-sectional views of a semiconductor

device of one embodiment of the present invention.

FIGS. 20A1 to 20A3, 20B1 to 20B3, and 20C1 to 20C3 illustrate a method for

manufacturing a semiconductor device of one embodiment of the present invention.

FIGS. 21A1 to 2 1A3, 21B1 to 21B3, and 21C1 to 21C3 illustrate a method for

manufacturing a semiconductor device of one embodiment of the present invention.

FIG. 22A1 to 22A3, 22B1 to 22B3, and 22C1 to 22C3 illustrate a method for

manufacturing a semiconductor device of one embodiment of the present invention.

FIGS. 23Al to 23A3 and 23B1 to 23B3 illustrate a method for manufacturing a

semiconductor device of one embodiment of the present invention.

FIGS. 24A1 to 24A3 and 24B1 to 24B3 illustrate a method for manufacturing a

semiconductor device of one embodiment of the present invention.

FIGS. 25A and 25B are a cross-sectional view and a circuit diagram illustrating

one embodiment of a semiconductor device.

FIG. 26 is a cross-sectional view illustrating one embodiment of a

semiconductor device.

BEST MODE FOR CARRYING OUT THE INVENTION

[0040]

Embodiments of the invention disclosed in this specification will be described in

detail below with reference to drawings. Note that the invention disclosed in this

specification is not limited to the description below, and it is easily understood by those

skilled in the art that modes and details of the present invention can be modified in

various ways. In addition, the invention disclosed in this specification should not be

construed as being limited to the description in the embodiments given below. Note that

ordinal numbers such as "first" and "second" are used for convenience and do not denote

the order of steps or the stacking order of layers. In addition, the ordinal numbers in this

specification do not denote any particular names to define the invention.

[0041]

(Embodiment 1)

In this embodiment, one embodiment of a semiconductor device will be

described with reference to FIGS. 1A and IB. FIG. B is a top view of a transistor 420,



and FIG. A is a cross-sectional view taken along X-Y in FIG. IB.

[0042]

The transistor 420 illustrated in FIGS. 1A and IB includes a base insulating

layer 436 over a substrate 400, a gate electrode layer 401 over the base insulating layer

436, a gate insulating layer 402 over the gate electrode layer 401, an oxide

semiconductor layer 403 over the gate electrode layer 401 with the gate insulating layer

402 provided therebetween, a drain electrode layer and a source electrode layer, and an

insulating layer 406 and an insulating layer 407 over the oxide semiconductor layer 403.

Note that portions in the oxide semiconductor layer 403, which the drain electrode layer

and the source electrode layer are in contact with, and their vicinity may have lower

resistivity than in other portions in the oxide semiconductor layer 403, and these

portions having lower resistivity may be called a drain region and a source region,

respectively.

[0043]

The drain electrode layer includes a stack of a first barrier layer 405c and a first

low-resistance material layer 405a, and the source electrode layer includes a stack of a

second barrier layer 405d and a second low-resistance material layer 405b.

[0044]

In the base insulating layer 436, a wiring layer 474a and a wiring layer 474b

are buried, and the wiring layer 474a and the drain electrode layer (the first barrier layer

405c and the first low-resistance material layer 405a) form a capacitor 430.

[0045]

A region where the first barrier layer 405c and the second barrier layer 405d

overlap with the first low-resistance material layer 405a and the second low-resistance

material layer 405b is thicker than a region where they do not.

[0046]

The base insulating layer 436 can be formed using an oxide insulating film of

silicon oxide, silicon oxynitride, aluminum oxide, aluminum oxynitride, hafnium oxide,

gallium oxide, or the like, a nitride insulating film of silicon nitride, silicon nitride oxide,

aluminum nitride, aluminum nitride oxide, or the like, or a mixed material thereof.

Further, the base insulating layer 436 can be formed with a single-layer structure or a

stacked-layer structure of two or more layers with the use of these compounds.



[0047]

Here, silicon oxynitride means the one that contains more oxygen than nitrogen

and for example, silicon oxynitride includes oxygen, nitrogen, and silicon at

concentrations ranging from greater than or equal to 50 atomic% and less than or equal to

70 atomic%, greater than or equal to 0.5 atomic% and less than or equal to 15 atomic%,

and greater than or equal to 25 atomic% and less than or equal to 35 atomic%,

respectively. Note that the concentrations of oxygen, nitrogen, and silicon fall within

the aforementioned ranges in the cases where measurement is performed using

Rutherford backscattering spectrometry (RBS) or hydrogen forward scattering (HFS).

In addition, the total of the percentages of the constituent elements does not exceed 100

atomic%.

[0048]

The gate electrode layer 401 can be formed using a metal material such as

molybdenum, titanium, tantalum, tungsten, aluminum, copper, chromium, neodymium,

or scandium or an alloy material which contains any of these materials as a main

component. Alternatively, a semiconductor film typified by a polycrystalline silicon

film doped with an impurity element such as phosphorus, or a silicide film such as a

nickel silicide film may be used as the gate electrode layer 401 . The gate electrode layer

401 may have either a single-layer structure or a stacked-layer structure.

[0049]

The gate electrode layer 401can also be formed using a conductive material such

as indium oxide-tin oxide, indium oxide containing tungsten oxide, indium zinc oxide

containing tungsten oxide, indium oxide containing titanium oxide, indium tin oxide

containing titanium oxide, indium oxide-zinc oxide, or indium tin oxide to which silicon

oxide is added. It is also possible that the gate electrode layer 401 has a stacked-layer

structure of the above conductive material and the above metal material.

[0050]

As the gate electrode layer 401, a metal oxide film containing nitrogen,

specifically, an In-Ga-Zn-0 film containing nitrogen, an In-Sn-0 film containing

nitrogen, an In-Ga-0 film containing nitrogen, an In-Zn-0 film containing nitrogen, a

Sn-0 film containing nitrogen, an In-0 film containing nitrogen, or a metal nitride (InN,
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SnN, or the like) film can be used. These films each have a work function of 5 eV

(electronvolts) or higher, preferably 5.5 eV (electronvolts) or higher, which enable the

threshold voltage of the transistor to be positive when used as the gate electrode layer.

Accordingly, a so-called normally off switching element can be provided.

[0051]

The gate insulating layer 402 can be formed using a silicon oxide film, a gallium

oxide film, an aluminum oxide film, a silicon nitride film, a silicon oxynitride film, an

aluminum oxynitride film, or a silicon nitride oxide film.

[0052]

When the gate insulating layer 402 is formed using a high-k material such as

hafnium oxide, yttrium oxide, hafnium silicate (HfSi O (x > 0, y > 0)), hafnium silicate

to which nitrogen is added, hafnium aluminate (HfAl O (x > 0, y > 0)), or lanthanum

oxide, gate leakage current can be reduced. Furthermore, the gate insulating layer 402

may have either a single-layer structure or a stacked-layer structure.

[0053]

The gate insulating layer 402 is formed with an insulating layer containing

excess oxygen. When the gate insulating layer 402 contains excess oxygen, the oxide

semiconductor layer 403 can be supplied with oxygen.

[0054]

The drain electrode layer includes the first barrier layer 405c and the first

low-resistance material layer 405a over the first barrier layer 405c. The first

low-resistance material layer 405a is formed using aluminum or the like, and the first

barrier layer 405c is formed using titanium, tungsten, molybdenum, titanium nitride,

tantalum nitride, or the like. The first barrier layer 405c prevents the first

low-resistance material layer 405a from being oxidized by being in contact with the

oxide semiconductor layer 403.

[0055]

The source electrode layer includes the second barrier layer 405d and the

second low-resistance material layer 405b over the second barrier layer 405d. The

second low-resistance material layer 405b is formed using aluminum or the like, and the

second barrier layer 405d is formed using titanium, tungsten, molybdenum, titanium



nitride, tantalum nitride, or the like. The second barrier layer 405d prevents the second

low-resistance material layer 405b from being oxidized by being in contact with the

oxide semiconductor layer 403.

[0056]

The channel length L of the transistor 420 is determined by the gap between the

first barrier layer 405c and the second barrier layer 405d, and the gap between the first

barrier layer 405c and the second barrier layer 405d is determined by etching with a

resist mask obtained by performing exposure to an electron beam. Precise exposure

and development using an electron beam can provide a precise pattern; thus, the gap

between the first barrier layer 405c and the second barrier layer 405d, i.e., the channel

length L, can be less than 50 nm, e.g., 20 nm or 30 nm. At a higher acceleration

voltage, an electron beam can provide a more precise pattern. The use of multiple

electron beams can shorten the process time per substrate. Note that the first barrier

layer 405c and the second barrier layer 405d may be formed by etching with a

photomask, except in the region which determines the channel length L. Note that the

first barrier layer 405c and the second barrier layer 405d have a thickness of 5 nm to 30

nm, preferably 10 nm or less.

[0057]

Here, a method for creating the gap between the first barrier layer 405c and the

second barrier layer 405d by etching with a resist mask formed using an electron beam

will be described with reference to FIGS. 12A to 12C. Note that a more specific

method for manufacturing a transistor will be described in Embodiment 2.

[0058]

A conductive film 404 to be processed into the first barrier layer 405c and the

second barrier layer 405d and a conductive film 405 to be processed into the first

low-resistance material layer 405a and the second low-resistance material layer 405b

are formed over the oxide semiconductor layer 403 (see FIG. 1 A).

[0059]

Next, a first resist mask is formed over the conductive film 405 through a

photolithography process, and selective etching is performed. Thus, the first

low-resistance material layer 405a and the second low-resistance material layer 405b

are formed (see FIG. 12B).



[0060]

In some cases, together with the conductive film 405, the conductive film 404

may also be etched and become thinner. Therefore, it is preferable to employ etching

conditions where the etching selectivity of the conductive film 405 to the conductive

film 404 is high. High etching selectivity of the conductive film 405 to the conductive

film 404 can reduce the chance that when the conductive film 405 is etched, the

conductive film 404 is also etched and becomes thinner.

[0061]

Then, a resist is formed over the conductive film 404 and subjected to exposure

to an electron beam; thus, a second resist mask is formed. The second resist mask is

formed so as to overlap with a portion other than a channel region of the transistor 420.

Using the second resist mask, the conductive film 404 is etched; thus, the first barrier

layer 405c and the second barrier layer 405d are formed (see FIG. 12C). FIG. 12C

differs from FIG. 1A in the pattern shape of the first barrier layer 405c and the second

barrier layer 405d.

[0062]

As a resist material, a siloxane-based resist, a polystyrene-based resist, or the

like can be used, for example. Note that it is preferable to use a positive resist rather

than a negative resist because a pattern with a small width is to be formed. For

example, in the case where the width of the pattern is 30 nm, the thickness of the resist

can be 30 nm.

[0063]

Here, in an electron beam writing apparatus capable of electron beam

irradiation, the acceleration voltage is preferably in the range from 5 kV to 50 kV, for

example. The current intensity is preferably in the range from 5 x 10 12 A to 1 x 10-11

A. The minimum beam size is preferably 2 nm or less. The minimum possible

pattern line width is preferably 8 nm or less.

[0064]

Under the above conditions, a pattern with a width of, for example, 30 nm or

less, preferably 20 nm or less, more preferably 8 nm or less, can be obtained.

[0065]

Note that the method is described here in which after the first low-resistance



material layer 405a and the second low-resistance material layer 405b are formed, the

resist mask is formed by exposure to an electron beam and the first barrier layer 405c

and the second barrier layer 405d are formed. However, the order of forming the first

and second low-resistance material layers and the first and second barrier layers is not

limited thereto.

[0066]

After the resist mask is formed by exposure to an electron beam and a channel

formation region is exposed by etching the conductive film 404, the resist mask is

removed and then the exposed surface of the oxide semiconductor layer is preferably

subjected to plasma treatment (with an N20 gas or an 0 2 gas) or cleaning (with water,

oxalic acid, or dilute hydrofluoric acid (diluted to 1/100)). Impurities on the surface of

the oxide semiconductor layer are preferably removed by exposure to oxalic acid, dilute

hydrofluoric acid, or the like or by plasma treatment (such as N 0 plasma treatment).

Specifically, the copper concentration of the oxide semiconductor layer is lower than o

equal to 1 χ 10 18 atoms/cm 3, preferably lower than or equal to 1 x lO' 7 atoms/cm 3. In

addition, the aluminum concentration of the oxide semiconductor layer is lower than or

equal to 1 x 10 8 atoms/cm 3 . Further, the chlorine concentration of the oxide

semiconductor layer is lower than or equal to 2 x 10 atoms/cm .

[0067]

Note that the substrate 400 is provided with a semiconductor element, which is

not illustrated here for simplicity. The wiring layers 474a and 474b and the base

insulating layer 436 covering the wiring layers 474a and 474b are provided over the

substrate 400, part of which is a component of a memory illustrated in FIG. 2. FIG. 2

illustrates an example of an equivalent circuit, showing a connection between the

transistor 420 and a transistor 431 formed using the substrate 400.

[0068]

The capacitor 430 illustrated in FIG. 2 has the drain electrode layer (the first

barrier layer 405c and the first low-resistance material layer 405a) of the transistor 420

and the wiring layer 474a as a pair of electrodes and has the base insulating layer 436

and the gate insulating layer 402 as a dielectric. As shown in FIG. 1A and FIG. IB

which is a partial cross-sectional view of FIG. 1A, the first low-resistance material layer



405a and the wiring 474a overlap with each other and form a capacitor. Note that

although the first low-resistance material layer 405a and the wiring layer 474a do not

overlap with each other in the cross-sectional view in FIG. 12C, a layout is employed in

which the first low-resistance material layer 405a and the wiring layer 474a overlap

with each other in a different place.

[0069]

The memory configuration illustrated in FIG. 2 has the advantages of being

capable of holding stored data even when not powered and having an unlimited number

of write cycles. Note that the memory configuration illustrated in FIG. 2 will be

described in detail in Embodiments 4 and 5.

[0070]

An oxide semiconductor used for the oxide semiconductor layer 403 contains at

least indium (In). It is preferable that In and zinc (Zn) be contained. As a stabilizer

for reducing changes in electrical characteristics of a transistor including the oxide

semiconductor, gallium (Ga) is preferably additionally contained. Tin (Sn) is preferably

contained as a stabilizer. Hafnium (Hf) is preferably contained as a stabilizer.

Aluminum (Al) is preferably contained as a stabilizer. Zirconium (Zr) is preferably

contained as a stabilizer.

[0071]

As another stabilizer, one or more lanthanoids selected from lanthanum (La),

cerium (Ce), praseodymium (Pr), neodymium (Nd), samarium (Sm), europium (Eu),

gadolinium (Gd), terbium (Tb), dysprosium (Dy), holmium (Ho), erbium (Er), thulium

(Tm), ytterbium (Yb), and lutetium (Lu) may be contained.

[0072]

As the oxide semiconductor, for example, an indium oxide, a tin oxide, a zinc

oxide, a two-component metal oxide such as an In-Zn-based oxide, an In-Mg-based oxide,

or an In-Ga-based oxide, a three-component metal oxide such as an In-Ga-Zn-based

oxide (also referred to as IGZO), an In-Al-Zn-based oxide, an In-Sn-Zn-based oxide, an

In-Hf-Zn-based oxide, an In-La-Zn-based oxide, an In-Ce-Zn-based oxide, an

In-Pr-Zn-based oxide, an In-Nd-Zn-based oxide, an In-Sm-Zn-based oxide, an

In-Eu-Zn-based oxide, an In-Gd-Zn-based oxide, an In-Tb-Zn-based oxide, an

In-Dy-Zn-based oxide, an In-Ho-Zn-based oxide, an In-Er-Zn-based oxide, an



In-Tm-Zn-based oxide, an In-Yb-Zn-based oxide, or an In-Lu-Zn-based oxide, a

four-component metal oxide such as an In-Sn-Ga-Zn-based oxide, an In-Hf-Ga-Zn-based

oxide, an In-Al-Ga-Zn-based oxide, an In-Sn-Al-Zn-based oxide, an In-Sn-Hf-Zn-based

oxide, or an In-Hf-Al-Zn-based oxide can be used.

[0073]

Note that here, for example, an "In-Ga-Zn-based oxide" means an oxide

containing In, Ga, and Zn as its main components and there is no limitation on the ratio of

In:Ga:Zn. Further, a metal element in addition to In, Ga, and Zn may be contained.

[0074]

Alternatively, a material represented by I 0 3(ZnO) m > 0, where m is not an

integer) may be used as the oxide semiconductor. Note that M represents one or more

metal elements selected from Ga, Fe, n, and Co. Alternatively, a material represented

by In Sn0 (ZnO)„ in > 0, where n is an integer) may be used as the oxide semiconductor.

[0075]

For example, an In-Ga-Zn-based oxide with an atomic ratio of In:Ga:Zn = 1:1 : 1

(= 1/3:1/3:1/3), In:Ga:Zn = 2:2:1 (= 2/5:2/5:1/5), or In:Ga:Zn = 3:1:2 (= 1/2:1/6:1/3), or

an oxide with an atomic ratio close to the above atomic ratios can be used. Alternatively,

an In-Sn-Zn-based oxide with an atomic ratio of In:Sn:Zn = 1:1:1 (= 1/3:1/3:1/3),

In:Sn:Zn = 2:1:3 (= 1/3:1/6:1/2), or In:Sn:Zn = 2:1:5 (= 1/4:1/8:5/8), or an oxide with an

atomic ratio close to the above atomic ratios may be used.

[0076]

However, the oxide semiconductor containing indium is not limited to those

described above, and a material having an appropriate composition may be used in

accordance with necessary semiconductor characteristics (such as mobility, threshold

voltage, and variation). In order to obtain necessary semiconductor characteristics, it is

preferable that the carrier concentration, the impurity concentration, the defect density,

the atomic ratio of a metal element to oxygen, the interatomic distance, the density, and

the like be set as appropriate.

[0077]

For example, with the In-Sn-Zn-based oxide, a high mobility can be relatively

easily obtained. However, the mobility can be increased by reducing the defect density



in the bulk also in the case of using the In-Ga-Zn-based oxide.

[0078]

Note that for example, the expression "the composition of an oxide including In,

Ga, and Zn at the atomic ratio, In:Ga:Zn = a:b:c (a+b+c = 1), is in the neighborhood of the

composition of an oxide including In, Ga, and Zn at the atomic ratio, In:Ga:Zn = A:B:C

(A+B+C = 1)" means that a, b, and c satisfy the following relation: (a-A) +(b-B) 2+(c-

< r , and r may be 0.05, for example. The same applies to other oxides.

[0079]

The oxide semiconductor layer 403 is in a single crystal state, a polycrystalline

(also referred to as polycrystal) state, an amorphous state, or the like.

[0080]

The oxide semiconductor layer is preferably a CAAC-OS (c-axis aligned

crystalline oxide semiconductor) film.

[0081]

The CAAC-OS film is not completely single crystal nor completely amorphous.

The CAAC-OS film is an oxide semiconductor film with a crystal-amorphous mixed

phase structure where crystal parts are included in an amorphous phase. Note that in

most cases, the crystal part fits inside a cube whose one side is less than 100 nm. From

an observation image obtained with a transmission electron microscope (TEM), a

boundary between an amorphous part and a crystal part in the CAAC-OS film is not clear.

Further, with the TEM, a grain boundary in the CAAC-OS film is not found. Thus, in

the CAAC-OS film, a reduction in electron mobility, due to the grain boundary, is

suppressed.

[0082]

In each of the crystal parts included in the CAAC-OS film, a c-axis is aligned in

a direction parallel to a normal vector of a surface where the CAAC-OS film is formed or

a normal vector of a surface of the CAAC-OS film, triangular or hexagonal atomic

arrangement which is seen from the direction perpendicular to the a-b plane is formed,

and metal atoms are arranged in a layered manner or metal atoms and oxygen atoms are

arranged in a layered manner when seen from the direction perpendicular to the c-axis.

Note that, among crystal parts, the directions of the a-axis and the b-axis of one crystal



part may be different from those of another crystal part. In this specification, a simple

term "perpendicular" includes a range from 85° to 95°. In addition, a simple term

"parallel" includes a range from -5° to 5°.

[0083]

In the CAAC-OS film, distribution of crystal parts is not necessarily uniform.

For example, in the formation process of the CAAC-OS film, in the case where crystal

growth occurs from a surface side of the oxide semiconductor film, the proportion of

crystal parts in the vicinity of the surface of the oxide semiconductor film is higher than

that in the vicinity of the surface where the oxide semiconductor film is formed in some

cases. Further, when an impurity is added to the CAAC-OS film, the crystal part in a

region to which the impurity is added becomes amorphous in some cases.

[0084]

Since the c-axes of the crystal parts included in the CAAC-OS film are aligned in

the direction parallel to a normal vector of a surface where the CAAC-OS film is formed

or a normal vector of a surface of the CAAC-OS film, the directions of the c-axes may be

different from each other depending on the shape of the CAAC-OS film (the

cross-sectional shape of the surface where the CAAC-OS film is formed or the

cross-sectional shape of the surface of the CAAC-OS film). Note that when the

CAAC-OS film is formed, the direction of c-axis of the crystal part is the direction

parallel to a normal vector of the surface where the CAAC-OS film is formed or a normal

vector of the surface of the CAAC-OS film. The crystal part is formed by film

formation or by performing treatment for crystallization such as heat treatment after film

formation.

[0085]

With use of the CAAC-OS film in a transistor, change in electrical

characteristics of the transistor due to irradiation with visible light or ultraviolet light is

small. Thus, the transistor has high reliability.

[0086]

Note that nitrogen may be substituted for part of oxygen included in the oxide

semiconductor film.

[0087]



In an oxide semiconductor including crystal parts such as CAAC-OS, defects in

the bulk can be further reduced and when a surface flatness is improved, mobility higher

than that of an amorphous oxide semiconductor can be obtained. In order to improve

the surface flatness, the oxide semiconductor is preferably formed over a flat surface.

Specifically, the oxide semiconductor is preferably formed over a surface with an average

surface roughness (Ra) of less than or equal to 1 n , preferably less than or equal to 0.3

n , more preferably less than or equal to 0.1 nm.

[0088]

Note that Ra is obtained by three-dimensionally expanding arithmetic mean

roughness that is defined by JIS B 0601:2001 (ISO 4287:1997) so as to be able to be

applied to a curved surface. Ra can be expressed as an "average value of the absolute

values of deviations from a reference surface to a specific surface" and is defined by the

following formula.

[0089]

[Formula 1]

[0090]

Here, the specific surface is a surface which is a target of roughness

measurement, and is a quadrilateral region which is specified by four points represented

by the coordinates , and (x , y 2, x2 )) ·

Sorepresents the area of a rectangle which is obtained by projecting the specific surface

on the xy plane, and Z0 represents the height of the reference surface (the average height

of the specific surface). Ra can be measured using an atomic force microscope (AFM).

[0091]

The oxide semiconductor layer 403 has a thickness of 1 nm to 30 nm (preferably

5 nm to 10 nm) and can be formed by a sputtering method, a molecular beam epitaxy

(MBE) method, a CVD method, a pulse laser deposition method, an atomic layer

deposition (ALD) method, or the like as appropriate. The oxide semiconductor layer

403 may be formed using a sputtering apparatus which performs film formation with



surfaces of a plurality of substrates set substantially perpendicular to a surface of a

sputtering target.

[0092]

The insulating layer 406 preferably contains excess oxygen, and a SiO or

silicon oxynitride film containing much oxygen as a result of film formation under the

conditions which are set as appropriate for a PECVD method or a sputtering method is

used. In order to make the insulating layer contain much more excess oxygen, oxygen

may be added as appropriate by an ion implantation method, an ion doping method, or

plasma treatment.

[0093]

The insulating layer 407 is a blocking layer (such as an AIO layer) for

preventing oxygen from being released from the oxide semiconductor layer. The

aluminum oxide film (A10 ) has a high shielding effect (blocking effect) of preventing

penetration of both oxygen and impurities such as hydrogen and moisture. Therefore, in

and after the manufacturing process, the aluminum oxide film functions as a protective

film for preventing entry of an impurity such as hydrogen or moisture, which causes a

change in characteristics, into the oxide semiconductor film and release of oxygen, which

is a main component material of the oxide semiconductor, from the oxide semiconductor

film.

[0094]

The channel length of the transistor described in this embodiment is determined

by the gap between the first barrier layer 405c and the second barrier layer 405d, and

the gap between the first barrier layer 405c and the second barrier layer 405d is

determined by etching with a resist mask obtained by exposure to an electron beam.

Precise exposure and development using an electron beam can provide a precise pattern;

thus, a minute transistor with a channel length L of less than 50 nm can be

manufactured.

[0095]

The configuration, method, and the like described in this embodiment can be

combined as appropriate with any of the configurations, methods, and the like described

in the other embodiments.

[0096]



(Embodiment 2)

In this embodiment, a semiconductor device of another embodiment, which is

different from the semiconductor device described in Embodiment 1, and a method for

manufacturing the semiconductor device will be described.

[0097]

FIGS. 3A to 3C illustrate the semiconductor device of this embodiment. FIG.

3A is a top view of a transistor included in the semiconductor device of this

embodiment. FIG. 3B is a cross-sectional view taken along A-B (channel length

direction) in FIG. 3A. FIG. 3C is a cross-sectional view taken along C-D in FIG. 3A.

Note that some components illustrated in FIG. 3B or 3C are not illustrated in FIG. 3A for

simplicity of the drawing.

[0098]

Note that, in this embodiment, portions that are similar to the portions in

Embodiment 1 are denoted by the same reference numerals in the drawings, and detailed

description thereof is omitted.

[0099]

A transistor 440 illustrated in FIGS. 3A to 3C includes a gate electrode layer

401 over a substrate 400, an insulating layer 432 which is in contact with a side surface

of the gate electrode layer 401 and in which the gate electrode layer 401 is buried, a gate

insulating layer 402 over the insulating layer 432 and the gate electrode layer 401, an

oxide semiconductor layer 403 over the gate insulating layer 402, a stacked source

electrode layer and a stacked drain electrode layer over the oxide semiconductor layer

403, and an insulating layer 406 over the oxide semiconductor layer 403, the source

electrode layer, and the drain electrode layer.

[0100]

The drain electrode layer includes a first barrier layer 475a and a first

low-resistance material layer 405a in contact with the first barrier layer 475a. The

source electrode layer includes a second barrier layer 475b and a second low-resistance

material layer 405b in contact with the second barrier layer 475b. The first barrier

layer 475a and the second barrier layer 475b prevent the first low-resistance material

layer 405a and the second low-resistance material layer 405b, respectively, from being

oxidized by being in contact with the oxide semiconductor layer 403. Note that the
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first low-resistance material layer 405a and the second low-resistance material layer

405b are each in contact with a side surface of the oxide semiconductor layer 403;

however, the first low-resistance material layer 405a and the second low-resistance

material layer 405b can be prevented from being oxidized because the oxide

semiconductor layer 403 is sufficiently thin.

[0101]

The width of the oxide semiconductor layer in the channel length direction (the

A-B direction in FIG. 3A) is larger than the width of the gate electrode layer in the

channel length direction. This enables the oxide semiconductor layer 403 to be

supplied with oxygen more easily from an insulating layer (e.g., the insulating layer

432) below the oxide semiconductor layer 403.

[0102]

The gap between the first barrier layer 475a and the second barrier layer 475b

is determined with a resist mask obtained by exposure to an electron beam. Precise

exposure and development using an electron beam can provide a precise pattern.

[0103]

The channel length of the transistor 440 is equal to the gap between the first

barrier layer 475a and the second barrier layer 475b; thus, a minute transistor whose

channel length can be determined precisely can be obtained.

[0104]

An example of a method for manufacturing the semiconductor device including

the transistor 440 is illustrated in FIGS. 4A1 to 4A3, 4B1 to 4B3, and 4C1 to 4C3, FIGS.

5A1 to 5A3, 5B1 to 5B3, and 5C1 to 5C3, FIGS. 6A1 to 6A3, 6B1 to 6B3, and 6C1 to

6C3, and FIGS. 7A1 to 7A3, 7B1 to 7B3, and 7C1 to 7C3.

[0105]

Note that FIG. 4A3 is a top view for explaining a process for manufacturing the

transistor. FIG. 4A1 is a cross-sectional view taken along A-B in FIG. 4A3. FIG. 4A2

is a cross-sectional view taken long C-D in FIG. 4A3. In the following description,

FIG. 4A refers to FIGS. 4A 1 to 4A . The same applies to FIGS. 4B to 7C.

[0106]

First, a conductive film is formed over the substrate 400 and is etched; thus, the

gate electrode layer 401 is formed. Dry etching or wet etching, or both, may be usable



for the etching of the conductive film.

[0107]

Note that, as in the semiconductor device described in Embodiment 1, the

substrate 400 is provided with a semiconductor element, a wiring layer, a base

insulating layer 436 covering the wiring layer, and the like, which are not illustrated

here for simplicity. Although there is no particular limitation on a substrate which can

be used as the substrate 400, it is at least necessary that the substrate have heat resistance

sufficient to withstand heat treatment performed later. For example, a single crystal

semiconductor substrate or a polycrystalline semiconductor substrate of silicon, silicon

carbide, or the like; a compound semiconductor substrate of silicon germanium or the

like; an SOI substrate; or the like can be used. Alternatively, a glass substrate of barium

borosilicate glass, aluminoborosilicate glass, or the like, a ceramic substrate, a quartz

substrate, a sapphire substrate, or the like can be used.

[0108]

The semiconductor device may be manufactured using a flexible substrate as the

substrate 400. In order to manufacture a flexible semiconductor device, the transistor

440 may be directly formed over a flexible substrate. Alternatively, the transistor 440

may be formed over a formation substrate, and then, the transistor 440 may be separated

and transferred to a flexible substrate. Note that in order to separate the transistor 440

from the formation substrate and transfer it to the flexible substrate, a separation layer

may be provided between the formation substrate and the transistor 440.

[0109]

The substrate 400 (or the substrate 400 and the base film, wiring, and the like)

may be subjected to heat treatment. For example, the heat treatment may be performed

with a gas rapid thermal annealing (GRTA) apparatus, in which heat treatment is

performed using a high-temperature gas, at 650 °C for 1 minute to 5 minutes. As the

high-temperature gas for GRTA, an inert gas which does not react with an object to be

processed by heat treatment, such as nitrogen or a rare gas like argon, is used.

Alternatively, the heat treatment may be performed with an electric furnace at 500 °C for

30 minutes to 1 hour.

[0110]



After the formation of the gate electrode layer 401 , the substrate 400 and the gate

electrode layer 401 may be subjected to heat treatment. For example, the heat treatment

may be performed with a G TA apparatus at 650 °C for 1 minute to 5 minutes.

Alternatively, the heat treatment may be performed with an electric furnace at 500 °C for

30 minutes to 1 hour.

[01 11]

Next, an insulating film to be processed into the insulating layer 432 is formed

so as to cover the gate electrode layer 401 and the substrate 400. The insulating film

can be formed by a sputtering method, an MBE method, a CVD method, a pulsed laser

deposition method, an ALD method, or the like as appropriate.

[01 12]

The insulating film can be formed using a material and a method similar to

those for the base insulating layer.

[01 13]

Next, the insulating film is subjected to polishing treatment (e.g., chemical

mechanical polishing (CMP) treatment) or etching treatment, so that the upper surface of

the gate electrode layer 401 becomes exposed and not covered with the insulating film.

Thus, the insulating layer 432 whose upper surface is at the same height as the upper

surface of the gate electrode layer 401 is formed (see FIG. 4A). The polishing treatment

or etching treatment may be performed plural times, or these treatments may be

performed in combination. When the polishing treatment and etching treatment are

performed in combination, there is no particular limitation on the order of the steps.

[0114]

When the insulating layer 432 is provided, the coverage of the gate electrode

layer 401 with the gate insulating layer 402 can be improved. In addition, a surface on

which a resist mask is to be formed in a later step through exposure to an electron beam

can be flat; thus, the resist mask can be formed thin.

[0115]

Note that in this embodiment, the method is described in which the insulating

layer 432 is formed after the gate electrode layer 401 is formed; however, a method for

forming the gate electrode layer 401 and the insulating layer 432 is not limited thereto.



For example, the gate electrode layer 401 may be formed as follows: the insulating layer

432 is provided over the substrate 400, an opening is formed in the insulating layer 432

by an etching step or the like, and the opening is filled with a conductive material.

[0116]

Next, the gate insulating layer 402 is formed over the gate electrode layer 401

and the insulating layer 432 (see FIG. 4B).

[01 17]

The gate insulating layer 402 has a thickness of 1 nm to 300 nm and can be

formed by a CVD method using a film formation gas. As the CVD method, an

LPCVD method, a plasma CVD method, or the like may be used, and as another

method, a coating method or the like may also be used.

[0118]

In this embodiment, for the gate insulating layer 402, a silicon oxynitride film

having a thickness of 200 nm is formed by a plasma CVD method. For example, the

gate insulating layer 402 may be formed under the conditions where the gas flow rate

ratio of SiH4 to N20 is SiH :N20 = 4 seem : 800 seem, the pressure is 40 Pa, the RF

power (power output) is 50 W, and the substrate temperature is 350 °C.

[01 19]

The gate insulating layer 402 may be subjected to heat treatment for

dehydration or dehydrogenation treatment.

[0120]

The temperature of the heat treatment is higher than or equal to 300 °C and lower

than or equal to 700 °C or lower than the strain point of the substrate. The temperature

of the heat treatment is preferably higher than the temperature for forming the gate

insulating layer 402, in which case dehydration or dehydrogenation becomes more

effective. For example, the substrate is put in an electric furnace which is one of heat

treatment apparatuses, and the gate insulating layer 402 is subjected to heat treatment at

450 °C for one hour in vacuum.

[0121]

Note that a heat treatment apparatus is not limited to an electric furnace, and a

device for heating an object to be processed by heat conduction or heat radiation from a



heating element such as a resistance heating element may alternatively be used. For

example, a rapid thermal annealing (RTA) apparatus such as a gas rapid thermal

annealing (GRTA) apparatus or a lamp rapid thermal annealing (LRTA) apparatus can be

used. An LRTA apparatus is an apparatus for heating an object to be processed by

radiation of light (an electromagnetic wave) emitted from a lamp such as a halogen lamp,

a metal halide lamp, a xenon arc lamp, a carbon arc lamp, a high pressure sodium lamp, or

a high pressure mercury lamp. A GRTA apparatus is an apparatus for performing heat

treatment using a high-temperature gas. As the high-temperature gas, an inert gas that

does not react with an object to be processed by heat treatment, for example, nitrogen or a

rare gas such as argon, is used.

[0122]

For example, as the heat treatment, GRTA may be performed as follows. The

substrate is put in an inert gas heated to a high temperature of 650 °C to 700 °C, is heated

for several minutes, and is taken out of the inert gas.

[0123]

The heat treatment may be performed under reduced pressure (in vacuum), in a

nitrogen atmosphere, or in a rare gas atmosphere. It is preferable that water, hydrogen,

and the like be not contained in the atmosphere of nitrogen, a rare gas, or the like. The

purity of nitrogen or a rare gas introduced into a heat treatment apparatus is preferably set

to 6N (99.9999 %) or more, further preferably 7N (99.99999 %) or more (i.e., the

impurity concentration is 1 ppm or less, preferably 0.1 ppm or less).

[0124]

Through the heat treatment, the gate insulating layer 402 can be dehydrated or

dehydrogenated. Thus, the gate insulating layer 402 from which hydrogen, water, or

the like causing a change in characteristics of the transistor has been eliminated can be

formed.

[0125]

In the heat treatment for dehydration or dehydrogenation treatment, it is

preferable that a surface of the gate insulating layer 402 be not in a state where hydrogen,

water, or the like is prevented from being released (for example, in a state where a film or

the like which is not permeable to (or blocks) hydrogen, water, or the like is provided),



but in a state where the surface of the gate insulating layer 402 is exposed.

[0126]

The heat treatment for dehydration or dehydrogenation may be performed a

plurality of times, and may also serve as another heat treatment.

[0127]

Planarization treatment may be performed on a region of the gate insulating

layer 402 which is to be in contact with the oxide semiconductor layer 403. The

planarization treatment may be, but not particularly limited to, polishing treatment (e.g.,

chemical mechanical polishing (CMP)), dry etching treatment, or plasma treatment.

[0128]

As plasma treatment, for example, reverse sputtering in which an argon gas is

introduced and plasma is generated can be performed. The reverse sputtering is a

method in which voltage is applied to a substrate side in art argon atmosphere by using an

RF power supply and plasma is generated in the vicinity of the substrate to modify a

surface. Note that instead of the argon atmosphere, a nitrogen atmosphere, a helium

atmosphere, an oxygen atmosphere, or the like may be used. Powder substances (also

referred to as particles or dust) which are attached to the surface of the gate insulating

layer 402 can be removed by reverse sputtering.

[0129]

As the planarization treatment, polishing treatment, dry etching treatment, or

plasma treatment may be performed a plurality of times, or these treatments may be

performed in combination. In the case where the treatments are combined, the order of

the steps is not particularly limited and may be set as appropriate depending on the

roughness of the surface of the gate insulating layer 402.

[0130]

Next, an oxide semiconductor film 441 is formed in a film shape over the gate

insulating layer 402. Note that in this embodiment, the oxide semiconductor film 441

is an oxide semiconductor film having a film shape, and the oxide semiconductor layer

403 included in the transistor 440 completed is an oxide semiconductor layer having an

island shape.

[0131]

Note that it is preferable that the oxide semiconductor film 441 be formed under



such conditions that much oxygen is contained during the film formation (e.g., formed by

a sputtering method in a 100 % oxygen atmosphere), so as to be a film containing much

oxygen (preferably having a region containing oxygen in excess of the stoichiometric

composition in the oxide semiconductor in a crystalline state).

[0132]

In this embodiment, an In-Ga-Zn-based oxide film (1GZO film) having a

thickness of 35 nm is formed as the oxide semiconductor film 441 by a sputtering method

using a sputtering apparatus including an AC power supply device. In this embodiment,

an In-Ga-Zn-based oxide target having an atomic ratio of In:Ga:Zn = 1:1:1 (= 1/3:1/3:1/3)

is used. Note that the film formation conditions are as follows: an atmosphere of

oxygen and argon (oxygen flow rate: 50 %), a pressure of 0.6 Pa, a power of the power

source of 5 kW, and a substrate temperature of 170 °C. The deposition rate under the

film formation conditions is 16 nm/min.

[0133]

It is preferable that a high-purity gas in which an impurity such as hydrogen,

water, a hydroxyl group, or hydride is reduced be used as the sputtering gas for the

formation of the oxide semiconductor film 441.

[0134]

The substrate is held in a deposition chamber kept under reduced pressure.

Then, a sputtering gas in which hydrogen and moisture are reduced is introduced into the

deposition chamber from which remaining moisture is removed, and the oxide

semiconductor film 441 is formed over the substrate 400 using the above target. In

order to remove moisture remaining in the deposition chamber, an entrapment vacuum

pump such as a cryopump, an ion pump, or a titanium sublimation pump is preferably

used. The evacuation unit may be a turbo molecular pump provided with a cold trap.

From the deposition chamber evacuated with a cryopump, hydrogen (a hydrogen atom), a

compound including hydrogen (a hydrogen atom) such as water (H20 ) (preferably, also a

compound including a carbon atom), and the like, for example, are removed; thus, the

concentration of impurities in the oxide semiconductor film 441 formed in the deposition

chamber can be reduced.

[0135]



The gate insulating layer 402 and the oxide semiconductor film 441 are

preferably formed successively without exposing the gate insulating layer 402 to the air.

When the gate insulating layer 402 and the oxide semiconductor film 441 are formed

successively without exposing the gate insulating layer 402 to the air, impurities such as

hydrogen and moisture can be prevented from being adsorbed to the surface of the gate

insulating layer 402.

[0136]

Then, the oxide semiconductor film 441 and the gate insulating layer 402 are

subjected to oxygen doping treatment; thus, the oxide semiconductor film 441 and the

gate insulating layer 402 which contain excess oxygen are formed (see FIG. 4C). By

the oxygen doping treatment of the gate insulating layer 402, oxygen 451 is supplied to

the oxide semiconductor film 441 and the gate insulating layer 402, so that oxygen is

contained in the oxide semiconductor film 441 and the gate insulating layer 402, or in

the oxide semiconductor film 441 and the gate insulating layer 402 and in the vicinity of

the interface.

[0137]

The doping with the oxygen (an oxygen radical, an oxygen atom, an oxygen

molecule, ozone, an oxygen ion (an oxygen molecular ion), and/or an oxygen cluster

ion) 451 can be performed by an ion implantation method, an ion doping method, a

plasma immersion ion implantation method, plasma treatment, or the like. For the ion

implantation method, a gas cluster ion beam may be used. The oxygen doping

treatment may be performed over the entire area at a time or may be performed using a

moving (scanning) linear ion beam or the like.

[0138]

The oxygen (an oxygen radical, an oxygen atom, an oxygen molecule, ozone, an

oxygen ion (an oxygen molecular ion), and/or an oxygen cluster ion) 45 1 for the doping

may be supplied from a plasma generating apparatus or an ozone generating apparatus

with the use of a gas containing oxygen. Specifically, for example, the oxygen 451 can

be generated with an apparatus for etching treatment on a semiconductor device, an

apparatus for ashing on a resist mask, or the like to process the oxide semiconductor film

441 and the gate insulating layer 402.

[0139]



For the oxygen doping treatment, a gas containing oxygen can be used. As

the gas containing oxygen, oxygen, dinitrogen monoxide, nitrogen dioxide, carbon

dioxide, carbon monoxide, or the like can be used. Alternatively, a rare gas may be

used for the oxygen doping treatment.

[0140]

For example, in the case where oxygen ions are implanted by an ion implantation

method as the doping treatment with the oxygen 451, the dose may be greater than or

equal to 1 x 10 3 ions/cm 2 and less than or equal to 5 x O 6 ions/cm 2.

[0141]

Since the gate insulating layer 402 in contact with the oxide semiconductor

film 441 contains much (excess) oxygen which serves as an oxygen supply source,

oxygen can be supplied from the gate insulating layer 402 to the oxide semiconductor

film 441.

[0142]

As a method for supplying oxygen from the gate insulating layer 402 to the

oxide semiconductor film 441, heat treatment is performed in a state where the oxide

semiconductor film 441 and the gate insulating layer 402 are in contact with each other.

By the heat treatment, oxygen can be effectively supplied from the gate insulating layer

402 to the oxide semiconductor film 441 .

[0143]

Note that the heat treatment for supplying oxygen from the gate insulating

layer 402 to the oxide semiconductor film 441 is preferably performed before the oxide

semiconductor film 441 is processed into an island shape, in which case oxygen

contained in the gate insulating layer 402 can be prevented from being released by the

heat treatment.

[0144]

By the supply of oxygen to the oxide semiconductor film 441, oxygen vacancies

in the oxide semiconductor film 44 1 can be filled.

[0145]

Then, a conductive film 475 is formed over the oxide semiconductor film 441

(see FIG. 5A).

[0146]



The conductive film 475 is to be processed into the first barrier layer 475a and

the second barrier layer 475b, which are one layer of the drain electrode layer and one

layer of the source electrode layer, respectively.

[0147]

As the conductive film 475, it is possible to use, for example, a metal layer

containing an element selected from Al, Cr, Cu, Ta, Ti, Mo, and W, a metal nitride layer

containing any of these elements as its component (a titanium nitride layer, a

molybdenum nitride layer, or a tungsten nitride layer), or the like. Alternatively, a layer

of a high-melting-point metal such as Ti, Mo, or W or a metal nitride layer thereof (e.g., a

titanium nitride layer, a molybdenum nitride layer, or a tungsten nitride layer) may be

formed over and/or under a metal layer of Al, Cu, or the like. Further alternatively, the

conductive film 475 may be formed using a conductive metal oxide. As the conductive

metal oxide, indium oxide (ln20 3), tin oxide (Sn0 ), zinc oxide (ZnO), indium oxide-tin

oxide (In 0 3-Sn0 ), indium oxide-zinc oxide (In 0 3-ZnO), or any of these metal oxide

materials containing silicon oxide can be used.

[0148]

Then, a positive resist is formed over the conductive film 475 and subjected to

exposure to an electron beam; thus, a resist mask 453 is formed (see FIG. 5B). The

resist mask 453 is formed so as to overlap with a portion other than a channel region of

the transistor 440. As is obvious from FIG. 5B, the resist mask 453 has a slit (or a

slit-like groove). Note that the resist in the slit portion may remain as long as it is

thinner than in the other portions although the resist in the slit portion is completely

removed in FIG. 5B. Generally, the electron beam exposure takes a long time so that

it is preferable that the shape of the portion to be irradiated with an electron beam (the

shape of the groove formed in the resist mask 453) be as simple as possible, such as

being linear, circular, or annular, for example. Further, it is preferable that the area of

the portion to be irradiated with the electron beam (the area of the groove formed in the

resist mask 453) be as small as possible, such as 5 % of the total area of the resist mask

or less, more preferably, 1 % of the total area of the resist mask or less, for example.

In addition, .the area of the portion to be irradiated with the electron beam may be

0.01 % of the total area of the resist mask or more.

[0149]



A method for forming a resist mask by exposure to an electron beam is

described in detail in Embodiment 1, and therefore the description is omitted here.

Note that in Embodiment 1, the method is described in which after the first

low-resistance material layer 405a and the second low-resistance material layer 405b

are formed, the resist mask is formed by exposure to an electron beam and the first

barrier layer 475a and the second barrier layer 475b are formed by etching with the

mask. In Embodiment 2, a method is described in which etching for the first barrier

layer 475a and the second barrier layer 475b is performed earlier.

[0150]

For the exposure to an electron beam, it is preferable that the resist mask 453

be as thin as possible. In order to form the resist mask 453 thin, it is preferable that a

surface on which the resist mask is formed be as flat as possible. In the method for

manufacturing the semiconductor device of this embodiment, the unevenness due to the

gate electrode layer 401 and the insulating layer 432 can be reduced by planarization

treatment of the gate electrode layer 401 and the insulating layer 432; thus, the resist

mask can be thin. This facilitates the exposure to an electron beam.

[0151]

Next, the conductive film 475 is selectively etched using the resist mask 453 as

a mask; thus, an opening is formed in a region where a channel is formed (see FIG. 5C).

Here, the region from which the conductive film 475 has been removed serves as a

channel formation region of the transistor 440. Since the channel length can be

determined by the exposure to an electron beam, a transistor with a small channel length,

e.g., a channel length of less than 50 nm, can be manufactured.

[0152]

At that time, it is preferable to employ etching conditions where the etching

selectivity of the conductive film 475 to the resist mask 453 is high. For example, it is

preferable to employ dry etching using a mixed gas of Cl and HBr as an etching gas

with the flow rate of HBr higher than the flow rate of Cl . For example, it is preferable

that the flow rate ratio be Cl2:HBr = 20:80. In the case of etching with inductively

coupled plasma (also referred to as ICP etching) with an ICP power of 500 W, the

etching selectivity of the conductive film 475 to the resist mask 453 can be high when

the bias power is set to 30 W to 40 W.



[0153]

Then, a resist mask 455 is provided over the oxide semiconductor film 441 and

the conductive film 475 through a photolithography process (see FIG. 6A),

[0154]

Note that the resist mask 455 may be formed by an inkjet method. Formation

of the resist mask by an inkjet method needs no photomask; thus, manufacturing cost can

be reduced.

[0155]

Then, the conductive film 475 and the oxide semiconductor film 441 are

sequentially etched using the resist mask 455. Thus, the first barrier layer 475a having

an island shape, the second barrier layer 475b having an island shape, and the oxide

semiconductor layer 403 having an island shape are formed (see FIG. 6B).

[0156]

For the etching of the conductive film 475, a gas containing chlorine, for

example, a gas containing chlorine (Cl2), boron trichloride (BC1 ), silicon tetrachloride

(SiCl4), or carbon tetrachloride (CC14) can be used. Alternatively, a gas containing

fluorine, for example, a gas containing carbon tetrafluoride (CF4), sulfur hexafluoride

(SF6), nitrogen trifluoride (NF3), or trifluoromethane (CHF 3) can be used. Alternatively,

any of these gases to which a rare gas such as helium (He) or argon (Ar) is added, or the

like can be used.

[0157]

As an etching method, a parallel plate reactive ion etching (RIE) method, an

inductively coupled plasma (ICP) etching method, or the like can be used. In order to

etch the film into a desired shape, the etching conditions (the amount of electric power

applied to a coil-shaped electrode, the amount of electric power applied to an electrode on

a substrate side, the temperature of the electrode on the substrate side, or the like) are

adjusted as appropriate.

[0158]

In this embodiment, a titanium film is used as the conductive film 475. The

conductive film is etched by a dry etching method; thus, the first barrier layer 475a and

the second barrier layer 475b are formed.

[0159]



Note that it is preferable that etching conditions be optimized so as not to etch

and divide the oxide semiconductor film 441 when the conductive film 475 is etched.

However, it is difficult to obtain conditions under which only the conductive film is

etched and the oxide semiconductor film 441 is not etched at all. Therefore, in some

cases, only part of the oxide semiconductor film 441 is etched to be an oxide

semiconductor film having a groove (a depressed portion) at the time of etching of the

conductive film.

[0160]

Note that in the drawings, the first barrier layer 475a and the second barrier

layer 475b are thinner than the first low-resistance material layer 405a and the second

low-resistance material layer 405b; however, the present invention is not limited thereto.

The first barrier layer 475a and the second barrier layer 475b are formed using the resist

mask which is formed by the electron beam exposure, and are therefore preferably thin

in terms of the manufacturing process. In addition, when the first low-resistance

material layer 405a and the second low-resistance material layer 405b are formed thick,

the resistance of the source electrode and the drain electrode can be lowered.

[0161]

The gap between the first barrier layer 475a and the second barrier layer 475b

is narrower than the gap between the first low-resistance materia! layer 405a and the

second low-resistance material layer 405b. In particular, because the first barrier layer

475a and the second barrier layer 475b have higher resistance than the first

low-resistance material layer 405a and the second low-resistance material layer 405b,

the resistance between the source electrode, the oxide semiconductor layer 403, and the

drain electrode can be lowered by decreasing the gap between the first low-resistance

material layer 405a and the second low-resistance material layer 405b.

[0162]

After that, the oxide semiconductor film 441 is etched; thus, the oxide

semiconductor layer 403 having an island shape is formed. Note that dry etching or

wet etching, or both, may be usable for the etching of the oxide semiconductor film 441.

As an etchant used for wet etching of the oxide semiconductor film 441, for example, a

mixed solution of phosphoric acid, acetic acid, and nitric acid, or the like can be used.

In addition, ITO-07N (produced by KANTO CHEMICAL CO., INC.) may be used. It is



also possible to employ dry etching using an inductively coupled plasma (ICP) etching

method.

[0163]

Next, the resist mask 455 is removed, and then a conductive film 452 is formed

over the oxide semiconductor layer 403, the first barrier layer 475a, and the second

barrier layer 475b (see FIG. 6C).

[0164]

The conductive film 452 is to be processed into the first low-resistance material

layer 405a and the second low-resistance material layer 405b.

[0165]

A resist mask 456 is formed over the conductive film 452 through a

photolithography process (see FIG. 7A), and selective etching is performed. Thus, the

first low-resistance material layer 405a and the second low-resistance material layer

405b are formed. After the first low-resistance material layer 405a and the second

low-resistance material layer 405b are formed, the resist mask is removed (see FIG. 7B).

[0166]

The first barrier layer 475a and the first low-resistance material layer 405a

function as the source electrode layer of the transistor 440. The second barrier layer

475b and the second low-resistance material layer 405b function as the drain electrode

layer of the transistor 440.

[0167]

The conductive film 452 can be etched under conditions similar to those for the

conductive film 475.

[0168]

Through the above-described process, the transistor 440 of this embodiment is

manufactured.

[0169]

In this embodiment, the insulating layer 406 is formed over the stacked source

electrode layer, the stacked drain electrode layer, and the oxide semiconductor layer 403

(see FIG. 7C).

[0170]

As the insulating layer 406, a single layer or a stack of one or more inorganic



insulating films, typical examples of which are a silicon oxide film, a silicon oxynitride

film, an aluminum oxide film, an aluminum oxynitride film, a hafnium oxide film, a

gallium oxide film, a silicon nitride film, an aluminum nitride film, a silicon nitride oxide

film, and an aluminum nitride oxide film, can be used.

[0171]

Note that the insulating layer 406 may be subjected to oxygen doping treatment.

When the insulating layer 406 is subjected to the oxygen doping treatment, the oxide

semiconductor layer 403 can be supplied with oxygen. The oxygen doping of the

insulating layer 406 can be similar to the above-described oxygen doping treatment of

the gate insulating layer 402 and the oxide semiconductor layer 403.

[0172]

Note that another structure may be employed in which the insulating layer 406

is provided before the conductive film 452 is provided, and the first low-resistance

material layer 405a and the second low-resistance material layer 405b are electrically

connected to the first barrier layer 475a and the second barrier layer 475b, respectively,

through openings formed in the insulating layer 406.

[0173]

Further, a dense inorganic insulating film may be provided over the insulating

layer 406. For example, an aluminum oxide film is formed over the insulating layer 406

by a sputtering method. When the aluminum oxide film has high density (the film

density is higher than or equal to 3.2 g/cm , preferably higher than or equal to 3.6 g/cm ),

the transistor 440 can have stable electrical characteristics. The film density can be

measured by Rutherford backscattering spectrometry or X-ray refiectometry.

[0174]

The aluminum oxide film which can be used as the insulating film provided

over the transistor 440 has a high shielding effect (blocking effect) of preventing

penetration of both oxygen and impurities such as hydrogen and moisture.

[0175]

Therefore, in and after the manufacturing process, the aluminum oxide film

functions as a protective film for preventing entry of an impurity such as hydrogen or

moisture, which causes a change in characteristics, into the oxide semiconductor layer

403 and release of oxygen, which is a main component material of the oxide



semiconductor, from the oxide semiconductor layer 403.

[0176]

In addition, a planarization insulating film may be formed in order to reduce

surface roughness caused by the transistor 440. For the planarization insulating film, an

organic material such as a polyimide resin, an acrylic resin, or a benzocyclobutene resin

can be used. Other than such organic materials, it is also possible to use a low-dielectric

constant material (low-k material) or the like. Note that the planarization insulating film

may be formed by stacking a plurality of insulating films formed of any of these

materials.

[0177]

For example, an acrylic resin film having a thickness of 1500 nm may be

formed as the planarization insulating film. The acrylic resin film can be formed in such

a manner that an acrylic resin is applied by a coating method and then baked (e.g., at

250 °C in a nitrogen atmosphere for 1 hour).

[0178]

Heat treatment may be performed after the planarization insulating film is

formed. For example, the heat treatment is performed at 250 °C in a nitrogen

atmosphere for 1hour.

[0179]

As described above, heat treatment may be performed after formation of the

transistor 440. The heat treatment may be performed more than once.

[0180]

The channel length of the transistor described in this embodiment is determined

by the gap between the first barrier layer 475a and the second barrier layer 475b, and

the gap between the first barrier layer 475a and the second barrier layer 475b is

determined by etching with a resist mask obtained by exposure to an electron beam.

Precise exposure and development using an electron beam can provide a precise pattern;

thus, a minute transistor with a channel length L of less than 50 nm can be

manufactured.

[0181]

This embodiment can be implemented in appropriate combination with any of



the other embodiments.

[0182]

(Embodiment 3)

In this embodiment, a structure of a semiconductor device in one embodiment

of the present invention, which is different from those in Embodiments 1 and 2, will be

described.

[0183]

FIGS. 13A to 13C illustrate the semiconductor device of this embodiment.

FIG. 13A is a top view of a transistor included in the semiconductor device of this

embodiment. FIG. 13B is a cross-sectional view taken along E-F (channel length

direction) in FIG. 13A. FIG. 13C is a cross-sectional view taken along G-H in FIG.

13A. Note that some components illustrated in FIG. 13B or 13C are not illustrated in

FIG. 13A for simplicity of the drawing.

[0184]

Note that, in this embodiment, portions that are similar to the portions in

Embodiments 1 and 2 are denoted by the same reference numerals in the drawings, and

detailed description thereof is omitted.

[0185]

A transistor 460 illustrated in FIGS. 3A to 13C includes a gate electrode layer

401 over a substrate 400, an insulating layer 432 which is in contact with a side surface

of the gate electrode layer 401 and in which the gate electrode layer 401 is buried, a gate

insulating layer 402 over the insulating layer 432 and the gate electrode layer 401, an

oxide semiconductor layer 503 over the gate insulating layer 402, a stacked source

electrode layer and a stacked drain electrode layer over the oxide semiconductor layer

503, an insulating layer 406 over the oxide semiconductor layer 503, the source

electrode layer, and the drain electrode layer, and a wiring layer 585a and a wiring layer

585b electrically connected to the drain electrode layer and the source electrode layer,

respectively, through openings formed in the insulating layer 406.

[0186]

The stacked drain electrode layer includes a first barrier layer 575a and a first

low-resistance material layer 505a in contact with the first barrier layer 575a. The

stacked source electrode layer includes a second barrier layer 575b and a second



low-resistance material layer 505b in contact with the second barrier layer 575b. The

first barrier layer 575a and the second barrier layer 575b prevent the first low-resistance

material layer 505a and the second low-resistance material layer 505b, respectively,

from being oxidized by being in contact with the oxide semiconductor layer 503. Note

that the first low-resistance material layer 505a and the second low-resistance material

layer 505b are each in contact with the side surface of the oxide semiconductor layer

503; however, the first barrier layer 575a and the second barrier layer 575b prevent the

first low-resistance material layer 505a and the second low-resistance material layer

505b from being oxidized because the oxide semiconductor layer 503 is sufficiently thin.

The wiring layer 585a and the wiring layer 585b are electrically connected to the first

low-resistance material layer 505a and the second low-resistance material layer 505b,

respectively.

[0187]

The second barrier layer 575b is formed so as to surround the first barrier layer

575a. The second low-resistance material layer 505b is formed so as to surround the

first low-resistance material layer 505a. A channel formation region of the transistor

460 is sandwiched between the first barrier layer 575a and the second barrier layer

575b.

[0188]

The gap L in the diagrams) between the first barrier layer 575a and the second

barrier layer 575b is determined with a resist mask obtained by exposure to an electron

beam. Precise exposure and development using an electron beam can provide a

precise pattern. Thus, a minute transistor whose channel length L can be determined

precisely can be obtained as the transistor 460. The semiconductor device of this

embodiment can be employed not only in the case where the outer edge of the channel

formation region is circular as illustrated in FIG. 13A but also in the case where the

channel formation region is rectangular.

[0189]

Note that in FIGS. 13A to 13C, the size of the openings in which the wiring

layer 585a and the wiring layer 585b are formed (LI in the drawing) is illustrated as

being only several times as large as the gap between the first barrier layer 575a and the

second barrier layer 575b; L \ is actually several tens of times as large as L . Since the



gap between the first barrier layer 575a and the second barrier layer 575b is determined

with a resist mask obtained by exposure to an electron beam, the channel formation

region can be formed much more precisely than by etching with a resist mask formed

through a photolithography process.

[0190]

In general, in an end portion of the oxide semiconductor layer, an impurity

(such as chlorine, fluorine, boron, or hydrogen) is easily mixed during the step of

forming (etching) the oxide semiconductor layer and oxygen is easily released from the

oxide semiconductor layer. Therefore, the end portion of the oxide semiconductor

layer tends to become less resistive, where a parasitic channel is easily formed.

[0191]

The reason why the parasitic channel is formed in the end portion of the oxide

semiconductor layer is because of the presence of the source electrode layer and the

drain electrode layer of the transistor which are electrically connected to the end portion.

In the transistor 460 described in this embodiment, the first barrier layer 575a and the

first low-resistance material layer 505a which serve as the drain electrode layer are

surrounded by the second barrier layer 575b and the second low-resistance material

layer 505b which serve as the source electrode layer, and the drain electrode layer is not

electrically connected to the end portion of the oxide semiconductor layer 503.

Therefore, a transistor in which a parasitic channel is not easily formed can be obtained.

[0192]

Next, a method for manufacturing the transistor 460 will be described. Note

that the description of points similar to those in Embodiments 1 and 2 is omitted.

[0193]

The gate electrode layer 401, the gate insulating layer 402, the insulating layer

432, and the oxide semiconductor layer 503 which are included in the transistor 460 can

be formed using materials and methods similar to those in Embodiments 1 and 2. Note

that the substrate 400 is provided with a semiconductor element, which is not illustrated

in FIGS. 13A to 13C for simplicity.

[0194]

A conductive film to be processed into the first barrier layer 575a and the

second barrier layer 575b is provided over the oxide semiconductor layer 503. The



conductive film can be formed using a material and a method similar to those in

Embodiments 1 and 2.

[0195]

A resist is formed over the conductive film which is to be processed into the

first barrier layer 575a and the second barrier layer 575b, and the resist is patterned

through exposure to an electron beam; thus, a mask is formed. The resist mask is

formed so as to overlap with a portion other than a channel formation region in the

oxide semiconductor layer. That is, the resist mask has an annular groove or a

ring-like groove. Using the resist mask, etching is performed; thus, the first barrier

layer 575a and the second barrier layer 575b are formed.

[0196]

The channel length of the transistor 460 is preferably equal in any part of the

transistor. Since the shape of the channel formation region of the transistor of this

embodiment includes a curved line, it is preferable to form the curved line by exposure

to an electron beam so as to be smooth and so as to have an equal the line width.

[0197]

In order to form a smooth curved line with an equal line width by exposure to

an electron beam, there is a method for exposure of a curved line by rotating a stage

with a substrate thereon, for example. With a linearly movable stage, a resist mask can

also be patterned so that the channel length of the transistor becomes equal, by using a

method in which the size or direction of a plurality of divided regions of a figure for

electron beam writing is optimized, a multi-pass writing method in which a figure is

shifted by a uniform width and writing is performed with an overlap so that the amount

of light exposure of a pattern becomes equal, or the like. It is preferable to use the

above method or the like to form a resist mask with an equal line width so that the

channel length of the transistor 460 becomes equal.

[0198]

The semiconductor device of this embodiment which is manufactured in the

above manner can be employed not only in the case where the channel formation region

is rectangular but also in the case where the channel formation region is circular.

[0199]

A conductive film which is to be processed into the first low-resistance



material layer 505a and the second low-resistance material layer 505b is formed over

the first barrier layer 575a and the second barrier layer 575b and etched using

photolithography; thus, the first low-resistance material layer 505a and the second

low-resistance material layer 505b are formed.

[0200]

Note that the etching for forming the first low-resistance material layer 505a

and the second low-resistance material layer 505b may be performed before the etching

for the first barrier layer 575a and the second barrier layer 575b, as described in

Embodiment 1. Alternatively, the etching for forming the first low-resistance material

layer 505a and the second low-resistance material layer 505b may be performed after

the formation of the oxide semiconductor layer 503, the first barrier layer 575a, and the

second barrier layer 575b, as described in Embodiment 2 .

[0201]

Next, the insulating layer 406 is formed over the first barrier layer 575a, the

second barrier layer 575b, the first low-resistance material layer 505a, and the second

low-resistance material layer 505b. The insulating layer 406 can be formed using a

method and a material similar to those in Embodiments 1 and 2.

[0202]

Then, the insulating layer 406 is etched; thus, the openings reaching the first

low-resistance material layer 505a and the second low-resistance material layer 505b

are formed. The insulating layer 406 can be etched by an etching method similar to

those described in Embodiments 1 and 2.

[0203]

Then, a conductive film is formed over the openings and the insulating layer

406 and is then etched; thus, the wiring layer 585a and the wiring layer 585b can be

formed. The wiring layer 585a and the wiring layer 585b are electrically connected to

the first low-resistance material layer 505a and the second low-resistance material layer

505b, respectively.

[0204]

In the transistor 460 described in this embodiment, the gap between the first

barrier layer 575a and the second barrier layer 575b is determined with a resist mask

obtained by exposure to an electron beam. Precise exposure and development using an



electron beam can provide a precise pattern.

[0205]

Furthermore, in the transistor 460, only one of the source and drain electrode

layers is connected to the end portion of the oxide semiconductor layer which tends to

become less resistive; thus, a transistor in which a parasitic channel is not easily formed

and which has excellent electrical characteristics can be provided.

[0206]

This embodiment can be implemented in appropriate combination with any of

the other embodiments.

[0207]

(Embodiment 4)

In this embodiment, an example of a semiconductor device (memory device)

which includes the transistor described in this specification, which can hold stored data

even when not powered, and which has an unlimited number of write cycles will be

described with reference to drawings.

[0208]

FIGS. A and 8B illustrate an example of a configuration of the semiconductor

device. FIG. 8A is a cross-sectional view of the semiconductor device, and FIG. 8B is a

circuit diagram of the semiconductor device. Note that FIG. 8B illustrates a circuit

configuration similar to that in FIG. 2.

[0209]

The semiconductor device illustrated in FIGS. 8A and 8B includes a transistor

3200 including a first semiconductor material in a lower portion, and a transistor 3202

including a second semiconductor material in an upper portion. The structure of the

transistor 420 described in Embodiment 1 is applied to the transistor 3202.

[0210]

Here, the first semiconductor material and the second semiconductor material

are preferably materials having different band gaps. For example, the first

semiconductor material can be a semiconductor material (such as silicon) other than an

oxide semiconductor, and the second semiconductor material can be an oxide

semiconductor. A transistor including a material other than an oxide semiconductor can

operate at high speed easily. On the other hand, a transistor including an oxide



semiconductor enables charge to be held for a long time owing to its characteristics.

[0211]

Although both of the above transistors are n-channel transistors in the following

description, it is needless to say that p-channel transistors can be used. The specific

structure of the semiconductor device, such as the material used for the semiconductor

device and the structure of the semiconductor device, is not necessarily limited to those

described here except for the use of the transistor described in Embodiment 1 or 2, which

is formed using an oxide semiconductor for holding data.

[0212]

The transistor 3200 in FIG. 8A includes a channel formation region provided in a

substrate 3000 including a semiconductor material (such as silicon), impurity regions

provided such that the channel formation region is sandwiched therebetween,

intermetallic compound regions provided in contact with the impurity regions, a gate

insulating film provided over the channel formation region, and a gate electrode layer

provided over the gate insulating film. Note that a transistor whose source electrode

layer and drain electrode layer are not illustrated in a drawing may also be referred to as a

transistor for the sake of convenience. Further, in such a case, in description of a

connection of a transistor, a source region and a source electrode layer may be

collectively referred to as a source electrode layer, and a drain region and a drain

electrode layer may be collectively referred to as a drain electrode layer. That is, in this

specification, the term "source electrode layer" may include a source region.

[0213]

Further, an element isolation insulating layer 3106 is formed on the substrate

3000 so as to surround the transistor 3200, and an insulating layer 3220 is formed so as to

cover the transistor 3200.

[0214]

The transistor 3200 formed using a single crystal semiconductor substrate can

operate at high speed. Thus, when the transistor is used as a reading transistor, data can

be read at high speed. As treatment prior to formation of the transistor 3202 and a

capacitor 3204, CMP treatment is performed on the insulating layer 3220 covering the

transistor 3200, whereby the insulating layer 3220 is planarized and, at the same time, an

upper surface of the gate electrode layer of the transistor 3200 is exposed.



[0215]

The transistor 3202 shown in FIG. 8A is a bottom-gate transistor including an

oxide semiconductor in the channel formation region. Here, an oxide semiconductor

layer included in the transistor 3202 is preferably highly purified. By using a purified

oxide semiconductor, the transistor 3202 which has extremely favorable off-state

characteristics can be obtained.

[0216]

Since the off-state current of the transistor 3202 is small, stored data can be held

for a long time owing to such a transistor. In other words, refresh operation becomes

unnecessary or the frequency of the refresh operation can be extremely lowered, which

leads to a sufficient reduction in power consumption.

[0217]

One of source and drain electrode layers of the transistor 3202 is electrically

connected to an electrode 3208 through an opening provided in a gate insulating layer

and is electrically connected to the gate electrode layer of the transistor 3200 via the

electrode 3208. The electrode 3208 can be formed through a process similar to that for

a gate electrode layer of the transistor 3202.

[0218]

An insulating layer 3222 having a single-layer structure or a stacked-layer

structure is provided over the transistor 3202. In addition, a conductive layer 3210a is

provided in a region overlapping with the one of the source and drain electrode layers of

the transistor 3202 with the insulating layer 3222 provided therebetween, and the one of

the source and drain electrode layers of the transistor 3202, the insulating layer 3222,

and the conductive layer 3210a form the capacitor 3204. That is, the one of the source

and drain electrode layers of the transistor 3202 functions as one electrode of the

capacitor 3204, and the conductive layer 3210a functions as the other electrode of the

capacitor 3204. Note that in the case where no capacitor is needed, a structure in which

the capacitor 3204 is not provided is also possible. Alternatively, the capacitor 3204

may be separately provided above the transistor 3202.

[0219]

An insulating layer 3224 is provided over the capacitor 3204. In addition, a

wiring 3216 for connecting the transistor 3202 to another transistor is provided over the



insulating layer 3224. The wiring 3216 is electrically connected to the other of the

source and drain electrode layers of the transistor 3202 through an electrode 3214

provided in an opening formed in the insulating layer 3224, a conductive layer 3210b

formed using the same layer as the conductive layer 3210a, and an electrode 3212

provided in an opening formed in the insulating layer 3222.

[0220]

In FIGS. 8A and 8B, the transistors 3200 and 3202 are provided so as to at least

partly overlap each other, and the source region or the drain region of the transistor 3200

is preferably provided to partly overlap with the oxide semiconductor layer included in

the transistor 3202. In addition, the transistor 3202 and the capacitor 3204 are provided

so as to overlap with at least part of the transistor 3200. For example, the conductive

layer 3210a of the capacitor 3204 is provided so as to at least partly overlap with the gate

electrode layer of the transistor 3200. When such a planar layout is employed, the area

occupied by the semiconductor device can be reduced; thus, the degree of integration can

be increased.

[0221]

Next, an example of a circuit configuration corresponding to FIG. 8A is

illustrated in FIG. 8B.

[0222]

In FIG. 8B, a first wiring ( 1st Line) is electrically connected to a source electrode

layer of the transistor 3200. A second wiring (2nd Line) is electrically connected to a

drain electrode layer of the transistor 3200. A third wiring (3rd Line) is electrically

connected to one of the source and drain electrode layers of the transistor 3202, and a

fourth wiring (4th Line) is electrically connected to the gate electrode layer of the

transistor 3202. The gate electrode layer of the transistor 3200 and the one of the source

and drain electrode layers of the transistor 3202 are electrically connected to one

electrode of the capacitor 3204. A fifth wiring (5th Line) is electrically connected to the

other electrode of the capacitor 3204.

[0223]

The semiconductor device in FIG. 8B utilizes a characteristic in which the

potential of the gate electrode layer of the transistor 3200 can be held, and thus enables

data writing, holding, and reading as follows.



[0224]

Writing and holding of data will be described. First, the potential of the fourth

wiring is set to a potential at which the transistor 3202 is turned on, so that the transistor

3202 is turned on. Accordingly, the potential of the third wiring is supplied to the gate

electrode layer of the transistor 3200 and to the capacitor 3204. That is, predetermined

charge is supplied to the gate electrode layer of the transistor 3200 (writing). Here, one

of two kinds of charges providing different potential levels (hereinafter referred to as a

low-level charge and a high-level charge) is supplied. After that, the potential of the

fourth wiring is set to a potential at which the transistor 3202 is turned off, so that the

transistor 3202 is turned off. Thus, the charge supplied to the gate electrode layer of the

transistor 3200 is held (holding).

[0225]

Since the off-state current of the transistor 3202 is significantly small, the charge

of the gate electrode layer of the transistor 3200 is held for a long time.

[0226]

Next, reading of data will be described. By supplying an appropriate potential

(a reading potential) to the fifth wiring while supplying a predetermined potential (a

constant potential) to the first wiring, the potential of the second wiring varies depending

on the amount of charge held at the gate electrode layer of the transistor 3200. This is

because in general, when the transistor 3200 is an n-channel transistor, an apparent

threshold voltage Vt _H in the case where the high-level charge is given to the gate

electrode layer of the transistor 3200 is lower than an apparent threshold voltage V h_ i

the case where the low-level charge is given to the gate electrode layer of the transistor

3200. Here, an apparent threshold voltage refers to the potential of the fifth wiring

which is needed to turn on the transistor 3200. Thus, the potential of the fifth wiring is

set to a potential V0 which is between Vth_H and Vt _L, whereby charge supplied to the gate

electrode layer of the transistor 3200 can be determined. For example, in the case where

the high-level charge is supplied in writing, when the potential of the fifth wiring is V0 (>

th H), the transistor 3200 is turned on. In the case where the low-level charge is

supplied in writing, even when the potential of the fifth wiring is V0 (< Vth_ ), the

transistor 3200 remains off. Therefore, the data held can be read by measuring the



potential of the second wiring.

[0227]

Note that in the case where memory cells are arrayed, it is necessary that data of

only a desired memory cell can be read. In that case, the fifth wirings of memory cells

from which data is not read may be supplied with a potential at which the transistor 3200

is turned off regardless of the state of the gate electrode layer, that is, a potential lower

than V t _ . Alternatively, the fifth wirings may be supplied with a potential at which the

transistor 3200 is turned on regardless of the state of the gate electrode layer, that is, a

potential higher than V t _ -

[0228]

When including a transistor having a channel formation region formed using an

oxide semiconductor and having extremely small off-state current, the semiconductor

device described in this embodiment can store data for an extremely long period. In

other words, refresh operation becomes unnecessary or the frequency of the refresh

operation can be extremely lowered, which leads to a sufficient reduction in power

consumption. Moreover, stored data can be held for a long period even when power is

not supplied (note that a potential is preferably fixed).

[0229]

Further, in the semiconductor device described in this embodiment, high voltage

is not needed for writing data and there is no problem of deterioration of elements. For

example, unlike a conventional nonvolatile memory, it is not necessary to inject and

extract electrons into and from a floating gate, and thus a problem such as deterioration of

a gate insulating film does not arise at all. That is, the semiconductor device according

to the disclosed invention does not have a limitation on the number of times data can be

rewritten, which is a problem of a conventional nonvolatile memory, and the reliability

thereof is drastically improved. Furthermore, since data are written by turning on or off

the transistors, high-speed operation can be easily achieved.

[0230]

As described above, a miniaturized and highly integrated semiconductor device

having favorable electrical characteristics and a method for manufacturing the

semiconductor device can be provided.



[0231]

The configuration, method, and the like described above in this embodiment can

be combined as appropriate with any of the configurations, methods, and the like

described in the other embodiments.

[0232]

(Embodiment 5)

In this embodiment, one embodiment of a structure of a memory device which is

different from that in Embodiment 4 will be described.

[0233]

FIG. 9 is a perspective view of a memory device. The memory device

illustrated in FIG. 9 includes a plurality of layers of memory cell arrays (memory cell

arrays 3400a to 3400n {n is an integer greater than or equal to 2)) each including a

plurality of memory cells as memory circuits in the upper portion, and a logic circuit

3004 in the lower portion which is necessary for operating the memory cell arrays.

[0234]

FIG. 10 is a partial enlarged view of the memory device illustrated in FIG. 9.

FIG. 10 illustrates the logic circuit 3004, the memory cell array 3400a, and the memory

cell array 3400b, and illustrates a memory cell 3170a and a memory cell 3170b as

typical examples among the plurality of memory cells included in the memory cell array

3400a and the memory cell array 3400b. The memory cell 3170a and the memory cell

3170b can have a configuration similar to the circuit configuration described in the above

embodiment and illustrated in FIG. 8B or FIG. 2, for example.

[0235]

Note that a transistor 3171a included in the memory cell 3170a is illustrated as a

typical example. A transistor 3171b included in the memory cell 3 170b is illustrated as

a typical example. Each of the transistors 3171a and 3171b includes a channel

formation region in an oxide semiconductor layer. The structure of the transistor in

which the channel formation region is formed in the oxide semiconductor layer is the

same as the structure described in any of the other embodiments, and thus the description

of the structure is omitted.

[0236]

An electrode 3501a which is formed using the same layer as a gate electrode



layer of the transistor 3171a is electrically connected to an electrode 3003a via an

electrode 3502a. An electrode 3501c which is formed using the same layer as a gate

electrode layer of the transistor 3171b is electrically connected to a electrode 3003c via

an electrode 3502c.

[0237]

The logic circuit 3004 includes a transistor 3001 in which a semiconductor

material other than an oxide semiconductor is used for a channel formation region. The

transistor 3001 can be a transistor obtained in such a manner that an element isolation

insulating layer 3 106 is provided on a substrate 3000 including a semiconductor material

(e.g., silicon) and a region serving as the channel formation region is formed in a region

surrounded by the element isolation insulating layer 3 106. Note that the transistor 3001

may be a transistor obtained in such a manner that the channel formation region is formed

in a semiconductor film such as a silicon film formed on an insulating surface or in a

silicon film of an SOI substrate. A known structure can be used as the structure of the

transistor 3001 and thus the description is omitted.

[0238]

A wiring 3100a and a wiring 3100b are formed between layers in which the

transistor 3171a is formed and layers in which the transistor 3001 is formed. An

insulating film 3140a is provided between the wiring 3100a and the layers in which the

transistor 3001 is formed. An insulating film 3141a is provided between the wiring

3100a and the wiring 3100b. An insulating film 3142a is provided between the wiring

3100b and the layers in which the transistor 3171a is formed.

[0239]

Similarly, a wiring 3100c and a wiring 3100d are formed between the layers in

which the transistor 3171b is formed and the layers in which the transistor 3171a is

formed. An insulating film 3140b is provided between the wiring 3100c and the layers

in which the transistor 3171a is formed. An insulating film 314 1b is provided between

the wiring 3100c and the wiring 3100d. An insulating film 3142b is provided between

the wiring 3 lOOd and the layers in which the transistor 3171b is formed.

[0240]

The insulating films 3140a, 3141a, 3142a, 3140b, 3141b, and 3142b each

function as an interlayer insulating film whose surface can be planarized.



[0241]

The wirings 3100a, 3100b, 3100c, and 3100d enable electrical connection

between the memory cells, electrical connection between the logic circuit 3004 and the

memory cells, and the like.

[0242]

An electrode 3303 included in the logic circuit 3004 can be electrically

connected to a circuit provided in the upper portion.

[0243]

For example, as illustrated in FIG. 10, the electrode 3303 can be electrically

connected to the wiring 3100a via an electrode 3505. The wiring 3100a can be

electrically connected to an electrode 3501b which is formed using the same layer as the

gate electrode layer of the transistor 3 171a via an electrode 3503a. In this manner, the

wiring 3100a and the electrode 3303 can be electrically connected to the source or the

drain of the transistor 3171a. The electrode 3501b can be electrically connected to an

electrode 3003b via the source or the drain of the transistor 3171a and an electrode

3502b. The electrode 3003b can be electrically connected to the wiring 3100c via an

electrode 3503b.

[0244]

FIG. 0 illustrates an example in which the electrode 3303 and the transistor

3171a are electrically connected to each other via the wiring 3100a; however, one

embodiment of the disclosed invention is not limited thereto. The electrode 3303 may

be electrically connected to the transistor 3171a via the wiring 3100b, via both the wiring

3100a and the wiring 3100b, or via another electrode without using the wiring 3100a nor

the wiring 3100b.

[0245]

FIG. 10 illustrates the structure where two wiring layers, i.e., a wiring layer in

which the wiring 3100a is formed and a wiring layer in which the wiring 3100b is formed

are provided between the layers in which the transistor 3 17 a is formed and the layers in

which the transistor 3001 is formed; however, the number of wiring layers provided

therebetween is not limited to two. One wiring layer or three or more wiring layers may

be provided between the layers in which the transistor 3171a is formed and the layers in

which the transistor 3001 is formed.



[0246]

FIG. θ illustrates the structure where two wiring layers, i.e., a wiring layer in

which the wiring 3100c is formed and a wiring layer in which the wiring 31OOd is formed

are provided between the layers in which the transistor 3171b is formed and the layers in

which the transistor 3171a is formed; however, the number of wiring layers provided

therebetween is not limited to two. One wiring layer or three or more wiring layers may

be provided between the layers in which the transistor 3171b is formed and the layers in

which the transistor 3171a is formed.

[0247]

The configuration, method, and the like described above in this embodiment can

be combined as appropriate with any of the configurations, methods, and the like

described in the other embodiments.

[0248]

(Embodiment 6)

A semiconductor device disclosed in this specification can be applied to a variety

of electronic devices. Examples of electronic devices include a television device (also

referred to as a television or a television receiver), a monitor of a computer or the like, a

camera such as a digital camera or a digital video camera, a digital photo frame, a mobile

phone, a portable game machine, a portable information terminal, an audio reproducing

device, a game machine (such as a pachinko machine or a slot machine), and a game

console, and the like.

[0249]

FIGS. HAto llC illustrate a specific example of an electronic device. FIGS.

11A and 1IB illustrate a foldable tablet terminal. The tablet terminal is opened in FIG.

1 1A. The tablet terminal includes a housing 9630, a display portion 9631a, a display

portion 9631b, a display mode switch 9034, a power switch 9035, a power saver switch

9036, a clasp 9033, and an operation switch 9038.

[0250]

The semiconductor device described in Embodiment 1 or 2 can be used for the

display portion 963 1a and the display portion 963 1b, so that the tablet terminal can have

high reliability. In addition, the memory device described in Embodiment 4 or 5 may

be applied to the semiconductor device of this embodiment.



[0251]

Part of the display portion 963 l a can be a touch panel region 9632a and data can

be input when a displayed operation key 9638 is touched. Although a structure in which

a half region in the display portion 9631a has only a display function and the other half

region also has a touch panel function is shown as an example, the display portion 963 l a

is not limited to the structure. The display portion 963 l a can display keyboard buttons

in the whole region to be a touch panel, and the display portion 963 l b can be used as a

display screen.

[0252]

As in the display portion 9631a, part of the display portion 9631b can be a touch

panel region 9632b. When a keyboard display switching button 9639 displayed on the

touch panel is touched with a finger, a stylus, or the like, a keyboard can be displayed on

the display portion 9631b.

[0253]

Touch input can be performed in the touch panel region 9632a and the touch

panel region 9632b at the same time.

[0254]

The display mode switch 9034 can switch the display between portrait mode,

landscape mode, and the like, and between monochrome display and color display, for

example. The power saver switch 9036 can control display luminance in accordance

with the amount of external light in use of the tablet terminal detected by an optical sensor

incorporated in the tablet terminal. In addition to the optical sensor, another detection

device including a sensor for detecting inclination, such as a gyroscope or an acceleration

sensor, may be incorporated in the tablet terminal.

[0255]

Note that FIG. 11A shows an example in which the display portion 963 1a and the

display portion 9631b have the same display area; however, without limitation thereon,

one of the display portions may be different from the other display portion in size and

display quality. For example, one display panel may be capable of higher-definition

display than the other display panel.

[0256]

The tablet terminal is closed in FIG. 1IB. The tablet terminal includes the



housing 9630, a solar cell 9633, a charge and discharge control circuit 9634, a battery

9635, and a DCDC converter 9636. In FIG. 1IB, a structure including the battery 9635

and the DCDC converter 9636 is illustrated as an example of the charge and discharge

control circuit 9634.

[0257]

Since the tablet terminal is foldable, the housing 9630 can be closed when the

tablet terminal is not used. As a result, the display portion 963 1a and the display portion

9631b can be protected; thus, a tablet terminal which has excellent durability and

excellent reliability in terms of long-term use can be provided.

[0258]

In addition, the tablet terminal illustrated in FIGS. 11A and 1IB can have a

function of displaying a variety of kinds of data (e.g., a still image, a moving image, and a

text image), a function of displaying a calendar, a date, the time, or the like on the display

portion, a touch-input function of operating or editing the data displayed on the display

portion by touch input, a function of controlling processing by a variety of kinds of

software (programs), and the like.

[0259]

The solar cell 9633 provided on a surface of the tablet terminal can supply power

to the touch panel, the display portion, a video signal processing portion, or the like.

Note that the solar cell 9633 can be provided on one or both surfaces of the housing 9630

and the battery 9635 can be charged efficiently. The use of a lithium ion battery as the

battery 9635 is advantageous in downsizing or the like.

[0260]

The structure and the operation of the charge and discharge control circuit 9634

illustrated in FIG. 1IB will be described with reference to a block diagram in FIG. 11C.

The solar cell 9633, the battery 9635, the DCDC converter 9636, a converter 9637,

switches SW1 to SW3, and a display portion 9631 are illustrated in FIG. 11C, and the

battery 9635, the DCDC converter 9636, the converter 9637, and the switches SW1 to

SW3 correspond to the charge and discharge control circuit 9634 illustrated in FIG. 1IB.

[0261]

First, an example of the operation in the case where power is generated by the

solar cell 9633 using external light is described. The voltage of power generated by the



solar cell is stepped up or down by the DCDC converter 9636 so that the power has a

voltage for charging the battery 9635. Then, when the power from the solar cell 9633 is

used for the operation of the display portion 9631, the switch SWl is turned on and the

voltage of the power is stepped up or down by the converter 9637 so as to be a voltage

needed for the display portion 963 1. In addition, when display on the display portion

9631 is not performed, the switch SWl is turned off and the switch SW2 is turned on so

that the battery 9635 may be charged.

[0262]

Note that the solar cell 9633 is described as an example of a power generation

means; however, without limitation thereon, the battery 9635 may be charged using

another power generation means such as a piezoelectric element or a thermoelectric

conversion element (Peltier element). For example, a non-contact electric power

transmission module which transmits and receives power wirelessly (without contact) to

charge the battery 9635, or a combination of the solar cell 9633 and another means for

charge may be used.

[0263]

The configuration, method, and the like described in this embodiment can be

combined as appropriate with any of the configurations, methods, and the like described

in the other embodiments.

[0264]

(Embodiment 7)

In this embodiment, an example of a structure whose top view is partly different

from that in Embodiment 1 will be described. Note that a cross-sectional structure

thereof is the same as that in Embodiment 1, so the detailed description is omitted here.

[0265]

FIG. 14 illustrates a top view which is partly different from that in FIG. IB.

Note that the cross-sectional view taken along line X-Y in FIG. 14 is the same as that in

FIG. 1A, and the same reference numerals are used for explanation.

[0266]

The channel length L of the transistor 420 is determined by the narrowest gap

between the first barrier layer 405c and the second barrier layer 405d, and the narrowest

gap between the first barrier layer 405c and the second barrier layer 405d is determined



by etching with a resist mask obtained by exposure to an electron beam. Precise

exposure and development using an electron beam can provide a precise pattern; thus,

the narrowest gap between the first barrier layer 405c and the second barrier layer 405d,

i.e., the channel length L, can be less than 50 nm, e.g., 20 nm or 30 nm. That is, by

forming an opening with different widths in a mask for the first barrier layer 405c and

the second barrier layer 405d, for example, providing an opening having a portion with

a width of 20 nm and a portion with a width of 30 nm, a transistor with a channel length

L of 20 nm and a wider gap of 30 nm can be obtained. At a higher acceleration

voltage, an electron beam can provide a more precise pattern. In addition, the use of

multiple electron beams can shorten the process time per substrate. Note that the first

barrier layer 405c and the second barrier layer 405d may be formed by etching using a

photomask, except in the region which determines the channel length L. Note that the

first barrier layer 405c and the second barrier layer 405d have a thickness of 5 nm to 30

nm, preferably 10 nm or less.

[0267]

Here, a method will be described in which an electron beam is used for

exposure of a resist which determines the gap between the first barrier layer 405c and

the second barrier layer 405d.

[0268]

First, the gate electrode layer 401 is formed through a first photolithography

process, and the gate insulating layer 402 and an oxide semiconductor film are formed.

Then, a resist mask is provided over the oxide semiconductor film through a second

photolithography process and etching is performed; thus, the oxide semiconductor layer

403 is formed. After that, a first conductive film to be processed into the first barrier

layer 405c and the second barrier layer 405d is formed over the oxide semiconductor

layer 403 having an island shape, and a second conductive film to be processed into the

first low-resistance material layer 405a and the second low-resistance material layer

405b is formed over the first conductive film.

[0269]

Next, a resist mask is provided over the second conductive film through a third

photolithography process and the second conductive film is etched; thus, the first

low-resistance material layer 405a and the second low-resistance material layer 405b



are formed with the first conductive film remaining as an etching stopper.

[0270]

Then, a resist mask is formed so as to cover side surfaces of the first

low-resistance material layer 405a and the second low-resistance material layer 405b

through a fourth photolithography process, and part of the first conductive film is

removed by etching. At that time, the first conductive film overlapping with the oxide

semiconductor layer 403 is left remaining.

[0271]

Next, the resist mask is removed, and then a resist is formed over the first

conductive film so as to cover the side surfaces of the first low-resiistance material layer

405a and the second low-resistance material layer 405b and is exposed to an electron

beam; thus, a resist mask is formed. The resist mask is formed so as to overlap with a

region other than a channel formation region of the transistor 420.

[0272]

As a resist material, a siloxane-based resist, a polystyrene-based resist, or the

like can be used, for example. Note that it is preferable to use a positive resist rather

than a negative resist because a pattern with a small width is to be formed. For

example, in the case where the width of the pattern is 30 n , the thickness of the resist

can be 30 nm.

[0273]

Here, in an electron beam writing apparatus capable of electron beam

irradiation, the acceleration voltage is preferably in the range from 5 kV to 50 kV, for

example. The current intensity is preferably in the range from 5 x 10~12 A to 1 x 10_

A. The minimum beam size is preferably 2 nm or less. The minimum possible

pattern line width is preferably 8 nm or less.

[0274]

Under the above conditions, a pattern with a width of 30 nm or less, preferably

20 nm or less, more preferably 8 nm or less, can be obtained, for example.

[0275]

A method for forming the first barrier layer 405c and the second barrier layer

405d by forming a resist mask by exposure to an electron beam after forming the first

low-resistance material layer 405a and the second low-resistance material layer 405b



and by etching the first conductive film covering the channel formation region of the

oxide semiconductor layer 403 has the advantages of minimizing the chance of

exposure of the channel formation region of the oxide semiconductor layer 403 to a

plurality of treatments and preventing the mixture of an impurity.

[0276]

Note that the method is described here in which after the first low-resistance

material layer 405a and the second low-resistance material layer 405b are formed, the

resist mask is formed by exposure to an electron beam and the first barrier layer 405c

and the second barrier layer 405d are formed. However, the order of forming the first

and second low-resistance material layers and the first and second barrier layers is not

limited thereto. For example, the resist mask may be formed by exposure to an

electron beam, the first barrier layer 405c and the second barrier layer 405d may be

formed, and then the first low-resistance material layer 405a and the second

low-resistance material layer 405b may be formed by etching.

[0277]

After the resist mask is formed by exposure to an electron beam and a channel

formation region is exposed by etching the first conductive film, the resist mask is

removed and then the exposed surface of the oxide semiconductor layer is preferably

subjected to plasma treatment (with an N20 gas or an 0 2 gas) or cleaning (with water,

oxalic acid, or dilute hydrofluoric acid (diluted to 1/100)). Impurities on the surface of

the oxide semiconductor layer are preferably removed by exposure to oxalic acid, dilute

hydrofluoric acid, or the like or by plasma treatment (such as N20 plasma treatment).

Specifically, the copper concentration of the oxide semiconductor layer is lower than or

equal to 1 χ l O 8 atoms/cm3, preferably lower than or equal to 1 χ 10 17 atoms/cm3. In

addition, the aluminum concentration of the oxide semiconductor layer is lower than or
8 3equal to 1 χ 10 atoms/cm . Further, the chlorine concentration of the oxide

18 3semiconductor layer is lower than or equal to 2 x 10 atoms/cm .

[0278]

The channel length L of the transistor described in this embodiment is

determined by the narrowest gap between the first barrier layer 405c and the second

barrier layer 405d, and the narrowest gap between the first barrier layer 405c and the



second barrier layer 405d is determined by etching with a resist mask obtained by

exposure to an electron beam. Precise exposure and development using an electron

beam can provide a precise pattern; thus, a minute transistor with a channel length L of

less than 50 nm can be manufactured.

[0279]

Parasitic channel leakage can be reduced by setting electron beam exposure as

appropriate for the first barrier layer 405c and the second barrier layer 405d to decrease

the channel width W of the channel formation region. In a specific layout, a channel

formation region with a channel length L of less than 50 nm and a region with a gap V

which is wider than the channel length L are provided between a source electrode layer

and a drain electrode layer as illustrated in FIG. 14. Leakage between the source

electrode layer and the drain electrode layer is also reduced by distancing the position of

the channel formation region from the end surface of the oxide semiconductor layer.

[0280]

In addition, the oxide semiconductor layer illustrated in FIG. 14 has a

rectangular upper surface shape, so that as large a portion of the end surface of the oxide

semiconductor layer as possible is covered with the first barrier layer 405c and the

second barrier layer 405d. In other words, two of the four sides of the rectangle are

covered with the first barrier layer 405c and the second barrier layer 405d. This

prevents the entry of an impurity from the end surface of the oxide semiconductor layer.

[0281]

The upper surface shape of the oxide semiconductor layer illustrated in FIG. 14

is not limited to the rectangular shape and may be a polygonal shape, a circular shape,

an elliptical shape, or the like.

[0282]

(Embodiment 8)

In this embodiment, a semiconductor device of another embodiment, which is

different from the semiconductor device described in Embodiment 2, and a method for

manufacturing the semiconductor device will be described.

[0283]

FIGS. 15A to 15C illustrate the semiconductor device of this embodiment.

FIG. 15A is a top view of a transistor included in the semiconductor device of this



embodiment. FIG. 15B is a cross-sectional view taken along A-B (channel length

direction) in FIG. 15A. FIG. 15C is a cross-sectional view taken along C-D in FIG.

15A. Note that some components illustrated in FIG. 15B or 15C are not illustrated in

FIG. 5A for simplicity of the drawing.

[0284]

Note that, in this embodiment, portions that are similar to the portions in

Embodiments 1 and 2 are denoted by the same reference numerals in the drawings, and

detailed description thereof is omitted.

[0285]

A transistor 440 illustrated in FIGS. 15A to 15C includes a gate electrode layer

401 over a substrate 400, an insulating layer 432 which is in contact with a side surface

of the gate electrode layer 401 and in which the gate electrode layer 401 is buried, a gate

insulating layer 402 over the insulating layer 432 and the gate electrode layer 401, an

oxide semiconductor layer 403 over the gate insulating layer 402, a stacked source

electrode layer and a stacked drain electrode layer over the oxide semiconductor layer

403, and an insulating layer 406 over the oxide semiconductor layer 403, the source

electrode layer, and the drain electrode layer.

[0286]

The stacked drain electrode layer includes a first barrier layer 475a and a first

low-resistance material layer 405a in contact with the first barrier layer 475a. The

stacked source electrode layer includes a second barrier layer 475b and a second

low-resistance material layer 405b in contact with the second barrier layer 475b. The

first barrier layer 475a and the second barrier layer 475b prevent the first low-resistance

material layer 405a and the second low-resistance material layer 405b, respectively,

from being oxidized by being in contact with the oxide semiconductor layer 403. Note

that the first low-resistance material layer 405a and the second low-resistance material

layer 405b are each in contact with the side surface of the oxide semiconductor layer

403; however, the first barrier layer 475a and the second barrier layer 475b prevent the

first low-resistance material layer 405a and the second low-resistance material layer

405b from being oxidized because the oxide semiconductor layer 403 is sufficiently

thin.

[0287]



The width of the oxide semiconductor layer 403 in the channel length direction

(the A-B direction in FIG. 15A) is larger than the width of the gate electrode layer in the

channel length direction. This enables the oxide semiconductor layer 403 to be

supplied with oxygen more easily from an insulating layer below the oxide

semiconductor layer 403.

[0288]

The gap between the first barrier layer 475a and the second barrier layer 475b

is determined with a resist mask obtained by exposure to an electron beam. Precise

exposure and development using an electron beam can provide a precise pattern.

[0289]

The channel length L of the transistor 440 is equal to the narrowest gap

between the first barrier layer 475a and the second barrier layer 475b; thus, a minute

transistor whose channel length can be determined precisely can be obtained.

[0290]

An example of a method for manufacturing the semiconductor device including

the transistor 440 is illustrated in FIGS. 16A1 to 16A3 and FIGS. 17A1 to 17A3, 17B1 to

17B3, and 17C1 to 17C3. Note that FIG. 16A3 is a top view for explaining a process

for manufacturing the transistor. FIG. 16A1 is a cross-sectional view taken along A-B

in FIG. 16A3. FIG. 16A2 is a cross-sectional view taken long C-D in FIG. 16A3.

Furthermore, FIG. 17A3 is a top view for explaining a process for manufacturing the

transistor. FIG. 17A1 is a cross-sectional view taken along A-B in FIG. 17A3. FIG.

17A2 is a cross- sectional view taken long C-D in FIG. 17A3. In the following

description, FIG. 17A refers to FIGS. 17A1 to 17A3. The same applies to FIGS. 17B

and l7C.

[0291]

Note that for the process of manufacturing the transistor 440, FIGS. 4A to 4C,

FIGS. 5A to 5C, and FIGS. 6A and 6B can also be referred to. The process up to and

including the step in FIG. 6B is the same as in Embodiment 2 and therefore not

described in detail here.

[0292]

According to Embodiment 2, after the state in FIG. 6B is obtained, through a

photolithography process, a resist mask 457 is formed over the first barrier layer 475a



and the second barrier layer 475b, and an end portion of the oxide semiconductor layer

403 is exposed by removing part of the first barrier layer 475a and part of the second

barrier layer 475b (see FIGS. 16A1 to 16A3).

[0293]

Next, the resist mask 457 is removed, and then a conductive film 452 is formed

over the oxide semiconductor layer 403, the first barrier layer 475a, and the second

barrier layer 475b.

[0294]

The conductive film 452 is to be processed into the first low-resistance material

layer 405a and the second low-resistance material layer 405b.

[0295]

A resist mask 456 is formed over the conductive film 452 through a

photolithography process (see FIG. 17A), and selective etching is performed. Thus,

the first low-resistance material layer 405a and the second low-resistance material layer

405b are formed. After the first low-resistance material layer 405a and the second

low-resistance material layer 405b are formed, the resist mask is removed (see FIG

17B).

[0296]

The first barrier layer 475a and the first low-resistance material layer 405a

function as the drain electrode layer of the transistor 440. The second barrier layer

475b and the second low-resistance material layer 405b function as the source electrode

layer of the transistor 440. The first barrier layer 475a and the second barrier layer

475b are formed using the resist mask which is formed by the electron beam exposure,

and are therefore preferably thin in terms of the manufacturing process.

[0297]

In addition, when the first low-resistance material layer 405a and the second

low-resistance material layer 405b are formed thick, the resistance of the source

electrode and the drain electrode can be lowered. Note that in this embodiment, as

illustrated in FIG. 17C, the first barrier layer 475a and the second barrier layer 475b are

thinner than the first low-resistance material layer 405a and the second low-resistance

material layer 405b.

[0298]



The conductive film 452 can be etched under conditions similar to those for the

conductive film 475.

[0299]

Through the above-described process, the transistor 440 of this embodiment is

manufactured. In the transistor 440, the gap between the first barrier layer 475a and

the second barrier layer 475b is narrower than the gap between the first low-resistance

material layer 405a and the second low-resistance material layer 405b. In particular,

because the first barrier layer 475a and the second barrier layer 475b have higher

resistance than the first low-resistance material layer 405a and the second

low-resistance material layer 405b, the resistance between the source electrode layer,

the oxide semiconductor layer 403, and the drain electrode layer can be lowered by

decreasing the gap between the first low-resistance material layer 405a and the second

low-resistance material layer 405b.

[0300]

In this embodiment, the insulating layer 406 is formed over the stacked source

electrode layer, the stacked drain electrode layer, and the oxide semiconductor layer 403

(see FIG. 17C).

[0301]

As the insulating layer 406, a single layer or a stack of one or more inorganic

insulating films, typical examples of which are a silicon oxide film, a silicon oxynitride

film, an aluminum oxide film, an aluminum oxynitride film, a hafnium oxide film, a

gallium oxide film, a silicon nitride film, an aluminum nitride film, a silicon nitride oxide

film, and an aluminum nitride oxide film, can be used.

[0302]

Further, a dense inorganic insulating film may be provided over the insulating

layer 406. For example, an aluminum oxide film is formed over the insulating layer 406

by a sputtering method. When the aluminum oxide film has high density (the film

density is higher than or equal to 3.2 g/cm , preferably higher than or equal to 3.6 g/cm ),

the transistor 440 can have stable electrical characteristics. The film density can be

measured by Rutherford backscattering spectrometry or X-ray reflectometry.

[0303]

The aluminum oxide film which can be used as the insulating film provided over



the transistor 440 has a high shielding effect (blocking effect) of preventing penetration of

both oxygen and impurities such as hydrogen and moisture.

[0304]

Therefore, in and after the manufacturing process, the aluminum oxide film

functions as a protective film for preventing entry of an impurity such as hydrogen or

moisture, which causes a change in characteristics, into the oxide semiconductor layer

403 and release of oxygen, which is a main component material of the oxide

semiconductor, from the oxide semiconductor layer 403.

[0305]

In addition, the planarization insulating film may be formed in order to reduce

surface roughness caused by the transistor 440. For the planarization insulating film, an

organic material such as a polyimide resin, an acrylic resin, or a benzocyclobutene resin

can be used. Other than such organic materials, it is also possible to use a low-dielectric

constant material (low-k material) or the like. Note that the planarization insulating film

may be formed by stacking a plurality of insulating films formed of any of these

materials.

[0306]

For example, an acrylic resin film having a thickness of 1500 nm may be

formed as the planarization insulating film. The acrylic resin film can be formed in such

a manner that an acrylic resin is applied by a coating method and then baked (e.g., at

250 °C in a nitrogen atmosphere for 1 hour).

[0307]

Heat treatment may be performed after the planarization insulating film is

formed. For example, the heat treatment is performed at 250 °C in a nitrogen

atmosphere for 1 hour.

[0308]

As described above, heat treatment may be performed after formation of the

transistor 440. The heat treatment may be performed more than once.

[0309]

The channel length L of the transistor 440 described in this embodiment is

determined by the narrowest gap between the first barrier layer 475a and the second



barrier layer 475b, and the narrowest gap between the first barrier layer 475a and the

second barrier layer 475b is determined by etching with a resist mask obtained by

exposure to an electron beam. Precise exposure and development using an electron

beam can provide a precise pattern; thus, a minute transistor with a channel length L of

less than 50 nm can be manufactured.

[0310]

The gap wider than the narrowest gap between the first barrier layer 475a and

the second barrier layer 475b is determined using a photomask. The leakage of the

transistor 440 can be reduced because the gap wider than the narrowest gap between the

first barrier layer 475a and the second barrier layer 475b is provided.

[03 11]

This embodiment can be implemented in appropriate combination with any of

the other embodiments.

[0312]

(Embodiment 9)

In this embodiment, an example which is partly different from Embodiment 1

will be described. A transistor 422 in which a gate electrode has a stacked structure

and a fourth barrier layer 475a and a sixth barrier layer 475b are provided over an oxide

semiconductor layer 403 is illustrated in FIGS. 8A and 18B. FIG. 18B is a pian view

of the transistor 422, and FIG. 18A is a cross-sectional view taken along X-Y in FIG.

18B.

[0313]

The transistor 422 illustrated in FIGS. 18A and 18B includes a base insulating

layer 436 over a substrate 400, a stacked gate electrode layer 401 over the base

insulating layer 436, a stacked gate insulating layer 402 over the gate electrode layer

401, the oxide semiconductor layer 403 over the gate electrode layer 401 with the gate

insulating layer 402 provided therebetween, a stacked drain electrode layer and a

stacked source electrode layer, and an insulating layer 406 and an insulating layer 407

over the oxide semiconductor layer 403.

[0314]

The stacked gate electrode layer 401 includes a first barrier layer 401a, a first

low-resistance material layer 401b, and a second barrier layer 401c, and the diffusion



from the first low-resistance material layer 401b formed of copper or the like is

prevented by the first barrier layer 401a and the second barrier layer 401c. The first

barrier layer 401a and the second barrier layer 401c are formed using titanium, tungsten,

molybdenum, titanium nitride, tantalum nitride, or the like. Note that the gate

electrode layer 401 is not limited to this example and may be formed with at least one

conductive layer.

[0315]

The stacked gate insulating layer 402 includes a stack of a first gate insulating

layer 402a which prevents the diffusion from the first low-resistance material layer 401b

and a second gate insulating layer 402b which contains excess oxygen.

[0316]

The stacked drain electrode layer includes a third barrier layer 405c, a second

low-resistance material layer 405a, and a fourth barrier layer 475a, and the diffusion

from the second low-resistance material layer 405a formed of copper or the like is

prevented by the third barrier layer 405c and the fourth barrier layer 475a. The third

barrier layer 405c and the fourth barrier layer 475a are formed using titanium, tungsten,

molybdenum, titanium nitride, tantalum nitride, or the like. Note that the drain

electrode layer is not limited to this example and may be formed with at least one

conductive layer. The third barrier layer 405c preferably covers part of the side

surface of the oxide semiconductor layer 403, which can protect the oxide

semiconductor layer 403. In addition, the fourth barrier layer 475a may cover the side

surfaces of the third barrier layer 405c and the second low-resistance material layer

405a.

[0317]

The stacked source electrode layer includes a fifth barrier layer 405d, a third

low-resistance material layer 405b, and a sixth barrier layer 475b, and the diffusion

from the third low-resistance material layer 405b formed of copper or the like is

prevented by the fifth barrier layer 405d and the sixth barrier layer 475b. The fifth

barrier layer 405d and the sixth barrier layer 475b are formed using titanium, tungsten,

molybdenum, titanium nitride, tantalum nitride, or the like. Note that the source

electrode layer is not limited to this example and may be formed with at least one

conductive layer. The fifth barrier layer 405d preferably covers part of the side surface
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of the oxide semiconductor layer 403, which can protect the oxide semiconductor layer

403. In addition, the side surfaces of the fifth barrier layer 405d and the third

low-resistance material layer 405b may be covered with the sixth barrier layer 475b.

[0318]

The channel length L of the transistor 422 is determined by the gap between the

fourth barrier layer 475a and the sixth barrier layer 475b, and the gap between the fourth

barrier layer 475a and the sixth barrier layer 475b is determined by etching with a resist

mask obtained by performing exposure to an electron beam (also referred to as electron

beam exposure). Precise exposure and development using an electron beam can

provide a precise pattern; thus, the gap between the fourth barrier layer 475a and the

sixth barrier layer 475b, i.e., the channel length L, can be less than 50 nm, e.g., 20 n or

30 nm. At a higher acceleration voltage, an electron beam can provide a more precise

pattern. In addition, the use of multiple electron beams can shorten the process time

per substrate. Note that the fourth barrier layer 475a and the sixth barrier layer 475b

may be formed by etching using a photomask, except in the region which determines

the channel length L . Note that the fourth barrier layer 475a and the sixth barrier layer

475b have a thickness of 5 nm to 30 nm, preferably 5 nm to 10 nm. Furthermore,

through a plurality of etching steps, the channel formation region in the oxide

semiconductor layer 403 may have a first region with a first thickness and a second

region with a second thickness which is smaller than the first thickness.

[0319]

Note that the substrate 400 is provided with a semiconductor element, which is

not illustrated here for simplicity. Wiring layers 474a and 474b and the base insulating

layer 436 covering the wiring layers 474a and 474b are provided over the substrate 400,

part of which can be a memory component.

[0320]

The insulating layer 406 preferably contains excess oxygen, and a SiO or

silicon oxynitride film containing much oxygen as a result of film formation under the

conditions which are set as appropriate for a PCVD method or a sputtering method is

used. In order to make the insulating layer contain much more excess oxygen, oxygen

may be added as appropriate by an ion implantation method, an ion doping method, or a

plasma treatment.



[0321]

The insulating layer 407 is a blocking layer (such as an A10 layer) for

preventing oxygen from being released from the oxide semiconductor layer. The

aluminum oxide film (A10. ) has a high shielding effect (blocking effect) of preventing

penetration of both oxygen and impurities such as hydrogen and moisture. Therefore, in

and after the manufacturing process, the aluminum oxide film functions as a protective

film for preventing entry of an impurity such as hydrogen or moisture into the oxide

semiconductor film and release of oxygen, which is a main component material of the

oxide semiconductor, from the oxide semiconductor film.

[0322]

(Embodiment 10)

In this embodiment, another embodiment of a semiconductor device and a

method for manufacturing the semiconductor device will be described with reference to

FIGS. 19Ato 19C, FIGS. 20A1 to 20A3, 20B1 to 20B3, and 20C1 to 20C3, FIGS. 2 1A l

to 21A3, 21B1 to 21B3, and 21C1 to 21C3, FIGS. 22A1 to 22A3, 22B1 to 22B3, and

22C1 to 22C3, FIGS. 23A1 to 23A3 and 23B1 to 23B3, and FIGS. 24A1 to 24A3 and

24B1 to 24B3. Note that for components denoted by the same reference numerals as

those in FIGS. 18A and 18B, the description in Embodiment 9 can be referred to as

appropriate.

[0323]

A transistor of the semiconductor device of this embodiment has a channel

length of less than 50 n as in Embodiment 9. For example, when a resist mask is

formed by exposure to an electron beam and a source electrode and a drain electrode are

formed using the resist mask as an etching mask, a transistor with a narrow gap between

the source electrode and the drain electrode can be manufactured.

[0324]

First, an example of a structure of the semiconductor device of this embodiment

will be described with reference to FIGS. 19A to 19C. FIG. 19A is a schematic plan

view. FIG. 19B is a schematic cross-sectional view taken along line A-A' (in the

direction of the channel length L of a transistor 442) in FIG. 19A. FIG. 19C is a

schematic cross-sectional view taken along line B-B' (in the direction of the channel

width of the transistor 442) in FIG. 19A. Note that the components illustrated in FIGS.



19Ato 19C include those having sizes different from the actual sizes.

[0325]

The transistor 442 illustrated in FIGS. 19A to 19C is a transistor having a

bottom-gate structure. The semiconductor device including the transistor 442

illustrated in FIGS. 19Ato 19C includes a gate electrode layer 401 provided over a base

insulating layer 436 formed over a surface of a substrate 400 so as to be buried in an

insulating layer 432, a gate insulating layer 402 over the gate electrode layer 401, an

oxide semiconductor layer 403 over the gate insulating layer 402, a conductive layer

405A and a conductive layer 405B over the oxide semiconductor layer 403, a

conductive layer 475A over and in contact with the conductive layer 405A, a conductive

layer 475B over and in contact with the conductive layer 405B, and an insulating layer

406 over the conductive layers 405A, 405B, 475A, and 475B.

[0326]

Next, components will be described below.

[0327]

The gate electrode layer 401 can be formed using a metal material such as

molybdenum, titanium, tantalum, tungsten, aluminum, copper, chromium, neodymium,

or scandium or an alloy material which contains any of these materials as a main

component, for example. Alternatively, a semiconductor layer typified by a

polycrystalline silicon layer doped with an impurity element such as phosphorus, or a

silicide layer such as a nickel silicide layer may be used as the gate electrode layer 401.

The gate electrode layer 401 may have either a single-layer structure or a stacked-layer

structure.

[0328]

The gate electrode layer 401 can also be a layer of a conductive material such as

indium oxide-tin oxide, indium oxide containing tungsten oxide, indium zinc oxide

containing tungsten oxide, indium oxide containing titanium oxide, indium tin oxide

containing titanium oxide, indium oxide-zinc oxide, or indium tin oxide to which silicon

oxide is added. It is also possible that the gate electrode layer 401 has a stacked

structure of a layer of the above conductive material and a layer of the above metal

material.

[0329]



In addition, as in the transistor 422 illustrated in FIGS. 18A and 18B, the gate

electrode layer 401 may be a stack of the first barrier layer 401a, the first low-resistance

material layer 401b, and the second barrier layer 401c.

[0330]

The base insulating layer 436 and the gate insulating layer 402 can be formed

using a silicon oxide layer, a gallium oxide layer, an aluminum oxide layer, a silicon

nitride layer, a silicon oxynitride layer, an aluminum oxynitride layer, or a silicon nitride

oxide layer.

[0331]

When the base insulating layer 436 and the gate insulating layer 402 are each a

layer of a high-k material such as hafnium oxide, yttrium oxide, hafnium silicate

(HfSi.vO , (x > 0, y > 0)), hafnium silicate to which nitrogen is added, hafnium aluminate

( O (x > 0, y > 0)), or lanthanum oxide, gate leakage current can be reduced.

Furthermore, the gate insulating layer 402 may have either a single-layer structure or a

stacked- layer structure .

[0332]

Note that the base insulating layer 436 and the gate electrode layer 401 are

preferably subjected to planarization treatment.

[0333]

An oxide semiconductor used for the oxide semiconductor layer 403 is a

wide-gap semiconductor which has a wider band gap than silicon.

[0334]

The thickness of the oxide semiconductor layer 403 is, for example, 1 nm to 30

nm (preferably 5 nm to 10 nm).

[0335]

The width of the oxide semiconductor layer 403 in the channel length L

direction is larger than the width of the gate electrode layer 401 in the channel length L

direction. This enables the oxide semiconductor layer 403 to be supplied with oxygen

more easily from an insulating layer below the oxide semiconductor layer 403, for

example.

[0336]



Furthermore, the channel formation region of the oxide semiconductor layer

403 may have a first region with a first thickness and a second region with a second

thickness which is smaller than the first thickness.

[0337]

The conductive layer 405A and the conductive layer 475A are the drain

electrode layer of the transistor 442, and the conductive layer 405B and the conductive

layer 475B are the source electrode layer of the transistor 442.

[0338]

As the conductive layer 405A and the conductive layer 405B, it is possible to

use, for example, a metal layer containing an element selected from Al, Cr, Cu, Ta, Ti, Mo,

and W, a metal nitride layer containing any of these elements as its component (a titanium

nitride layer, a molybdenum nitride layer, or a tungsten nitride layer), or the like.

Alternatively, a layer of a high-melting-point metal such as Ti, Mo, or W or a metal

nitride layer thereof (e.g., a titanium nitride layer, a molybdenum nitride layer, or a

tungsten nitride layer) may be formed over and/or under a metal layer of Al, Cu, or the

like. Further alternatively, the conductive layers used as the source electrode layer and

the drain electrode layer may be formed using a conductive metal oxide. As the

conductive metal oxide, indium oxide (ln20 ), tin oxide (Sn0 2), zinc oxide (ZnO),

indium oxide-tin oxide (In203-Sn02, abbreviated to ITO), indium oxide-zinc oxide

(In20 3-ZnO), or any of these metal oxide materials containing silicon oxide can be used.

[0339]

As the conductive layer 475A and the conductive layer 475B, it is possible to

use, for example, a metal layer containing an element selected from Al, Cr, Cu, Ta, Ti, Mo,

and W, a metal nitride layer containing any of these elements as its component (a titanium

nitride layer, a molybdenum nitride layer, or a tungsten nitride layer), or the like.

Alternatively, a layer of a high-melting-point metal such as Ti, Mo, or W or a metal

nitride layer thereof (e.g., a titanium nitride layer, a molybdenum nitride layer, or a

tungsten nitride layer) may be formed over and/or under a metal layer of Al, Cu, or the

like. Further alternatively, the conductive layers used as the source electrode layer and

the drain electrode layer may be formed using a conductive metal oxide. As the

conductive metal oxide, indium oxide (ln20 3), tin oxide (Sn0 2), zinc oxide (ZnO),

indium oxide-tin oxide (In20 3-Sn0 2, abbreviated to ITO), indium oxide-zinc oxide



(In 0 -ZnO), or any of these metal oxide materials containing silicon oxide can be used.

[0340]

As in the transistor 422 illustrated in FIGS. 18A and 18B, the conductive layer

405A may be a stack of the third barrier layer 405c and the second low-resistance

material layer 405a, and the conductive layer 475A may be the fourth barrier layer 475a.

In addition, as in the transistor 422 illustrated in FIGS. 18A and 18B, the conductive

layer 405B may be a stack of the fifth barrier layer 405d and the third low-resistance

material layer 405b, and the conductive layer 475B may be the sixth barrier layer 475b.

[0341]

Note that the conductive layer 475A and the conductive layer 475B are thinner

than the conductive layer 405A and the conductive layer 405B; however, the present

invention is not limited to this example. The conductive layer 475A and the

conductive layer 475B are formed using the resist mask which is formed by the electron

beam exposure, and are therefore preferably thin in terms of the manufacturing process.

In addition, when the conductive layer 405A and the conductive layer 405B are formed

thick, the resistance of the source electrode and the drain electrode can be lowered.

[0342]

The gap between the conductive layer 475A and the conductive layer 475B is

narrower than the gap between the conductive layer 405A and the conductive layer

405B. Particularly when the conductive layer 475A and the conductive layer 475B

have higher resistance than the conductive layer 405A and the conductive layer 405B,

the resistance between the source electrode, the oxide semiconductor layer 403, and the

drain electrode can be lowered by decreasing the gap between the conductive layer

475A and the conductive layer 475B.

[0343]

Furthermore, as in the transistor 422 illustrated in FIGS. 18A and 18B, the

conductive layer 475A may cover upper and side surfaces of the conductive layer 40 A,

and the conductive layer 475B may cover upper and side surfaces of the conductive

layer 405B. Accordingly, the conductive layers 475A and 475B, for example, can

protect the conductive layers 405A and 405B.

[0344]

In that case, the channel length L of the transistor is equal to the gap between



the conductive layer 475A and the conductive layer 475B. The channel length L is

short, for example, less than 50 run. For example, when the gap between the

conductive layer 475A and the conductive layer 475B is made narrow by using a resist

mask formed by exposure to an electron beam as an etching mask, the channel length L

can be short.

[0345]

As the insulating layer 406, a single layer or a stack of one or more inorganic

insulating layers, typical examples of which are a silicon oxide layer, a silicon oxynitride

layer, an aluminum oxide layer, an aluminum oxynitride layer, a hafnium oxide layer, a

gallium oxide layer, a silicon nitride layer, an aluminum nitride layer, a silicon nitride

oxide layer, and an aluminum nitride oxide layer, can be used, for example.

[0346]

Further, a dense inorganic insulating layer may be provided over the insulating

layer 406. For example, as in the semiconductor device illustrated in FIGS. 1A and IB,

an aluminum oxide layer serving as the insulating layer 407 is formed over the insulating

layer 406 by a sputtering method. When the aluminum oxide layer has high density (the

layer density is higher than or equal to 3.2 g/cm3, preferably higher than or equal to 3.6

g/cm ), the transistor 442 can have stable electrical characteristics.

[0347]

The aluminum oxide layer which can be used as the insulating layer provided

over the transistor 442 has a high shielding effect (blocking effect) of preventing

penetration of both oxygen and impurities such as hydrogen and moisture.

[0348]

Therefore, in and after the manufacturing process, the aluminum oxide layer

functions as a protective layer for preventing entry of an impurity such as hydrogen or

moisture, which causes a change in characteristics, into the oxide semiconductor layer

403 and release of oxygen, which is a main component material of the oxide

semiconductor, from the oxide semiconductor layer 403.

[0349]

In addition, a planarization insulating layer may be formed as one layer of the

insulating layer 406 in order to reduce surface roughness caused by the transistor 442.

For the planarization insulating layer, an organic material such as a polyimide resin, an



acrylic resin, or a benzocyclobutene resin can be used. Other than such organic

materials, it is also possible to use a layer of a low-dielectric constant material (low-k

material) or the like. Note that the planarization insulating layer may be formed by

stacking a plurality of insulating layers formed of any of these materials.

[0350]

Next, as an example of a method for manufacturing the semiconductor device of

this embodiment, a method for manufacturing the semiconductor device illustrated in

FIGS. 19A to 19C will be described with reference to FIGS. 20A1 to 20A3, 20B1 to

20B3, and 20C1 to 20C3, FIGS. 21A1 to 21A3, 21B1 to 21B3, and 21C1 to 21C3,

FIGS. 22A1 to 22A3, 22B1 to 22B3, and 22C1 to 22C3, FIGS. 2 A 1 to 23A3 and 23B1

to 23B3, and FIGS. 24A1 to 24A3 and 24B1 to 24B3, which illustrate a method for

manufacturing the semiconductor device illustrated in FIGS. 19A to 19C, which are

schematic cross-sectional views taken along line A- , schematic cross-sectional views

taken along line B-B', and schematic plan views corresponding to FIGS. 19A to 19C,

and which include components having sizes different from the actual sizes.

[0351]

First, the substrate 400 is prepared, the base insulating layer 436 is formed over

the substrate 400, and the gate electrode layer 401 is formed over the base insulating

layer 436 (see FIGS. 20A1 to 20A3).

[0352]

For example, a conductive film is formed by a sputtering method using a

material which can be used for the gate electrode layer 401, and part of the conductive

film is selectively etched; thus, the gate electrode layer 401 is formed. Note that dry

etching or wet etching, or both, may be usable for the etching. At that time, impurities

on the surface of the gate electrode layer 401 may be removed by exposure of the gate

electrode layer 401 to oxalic acid, dilute hydrofluoric acid, or the like or by plasma

treatment (such as N20 plasma treatment).

[0353]

After the formation of the gate electrode layer 401 , the substrate 400 and the gate

electrode layer 401 may be subjected to heat treatment.

[0354]

Next, the insulating layer 432 is formed over the base insulating layer 436 and



the gate electrode layer 401, and planarization treatment is performed; thus, the gate

electrode layer 401 is exposed and the base insulating layer 436 and the gate electrode

layer 401 are planarized (see FIGS. 20B1 to 20B3).

[0355]

For example, for the base insulating layer 436, a film of a material which can

be used for the base insulating layer 436 can be formed by a PCVD method. The base

insulating layer 436 may be formed by a sputtering method.

[0356]

As an example of the planarization treatment, CMP treatment or the like can be

given.

[0357]

Next, the gate insulating layer 402 is formed over the gate electrode layer 401,

and the oxide semiconductor layer 403 is formed over the gate insulating layer 402.

[0358]

For example, for the gate insulating layer 402, a film of a material which can

be used for the gate insulating layer 402 can be formed by a PCVD method.

[0359]

Note that before the oxide semiconductor layer 403 is formed, heat treatment

may be performed for dehydration or dehydrogenation of the gate insulating layer 402.

For example, heat treatment at 350 °C to 450 °C may be performed.

[0360]

In addition, the gate insulating layer 402 which has been dehydrated or

dehydrogenated may be subjected to oxygen doping treatment for supplying oxygen to

the gate insulating layer 402 so that excess oxygen is contained in the gate insulating

layer 402, or in the gate insulating layer 402 and in the vicinity of the interface. By the

supply of oxygen to the gate insulating layer 402 after dehydration or dehydrogenation,

the release of oxygen can be reduced and the concentration of oxygen in the gate

insulating layer 402 can be increased.

[0361]

Moreover, for the oxide semiconductor layer 403, an oxide semiconductor film

can be formed under such conditions that much oxygen is contained during the film



formation (e.g., formed by a sputtering method in a 100% oxygen atmosphere). It is

preferable that the oxide semiconductor film contain much oxygen (preferably have a

region containing oxygen in excess of the stoichiometric composition in the oxide

semiconductor in a crystalline state).

[0362]

It is preferable that a high-purity gas in which an impurity such as hydrogen,

water, a hydroxyl group, or hydride is reduced be used as the sputtering gas for the

formation of the oxide semiconductor film.

[0363]

The substrate 400 is held in a deposition chamber kept under reduced pressure.

Then, a sputtering gas in which hydrogen and moisture are reduced is introduced into the

deposition chamber from which remaining moisture is removed, and the oxide

semiconductor film is formed over the substrate 400 using the above target. In order to

remove moisture remaining in the deposition chamber, an entrapment vacuum pump such

as a cryopump, an ion pump, or a titanium sublimation pump is preferably used. The

evacuation unit may be a turbo molecular pump provided with a cold trap. From the

deposition chamber evacuated with a cryopump, hydrogen (a hydrogen atom), a

compound including hydrogen (a hydrogen atom) such as water (H 0 ) (preferably, also a

compound including a carbon atom), or the like, for example, is removed; thus, the

concentration of impurities in the oxide semiconductor film formed in the deposition

chamber can be reduced.

[0364]

The gate insulating layer 402 and the oxide semiconductor film may be formed

successively without exposing the gate insulating layer 402 to the air. When the gate

insulating layer 402 and the oxide semiconductor film are successively formed without

exposing the gate insulating layer 402 to the air, impurities such as hydrogen and

moisture can be prevented from being adsorbed to the surface of the gate insulating layer

402.

[0365]

In the case where the gate insulating layer 402 in contact with the oxide

semiconductor layer 403 contains much oxygen, oxygen can be supplied from the gate

insulating layer 402 to the oxide semiconductor layer 403.



[0366]

Furthermore, heat treatment may be performed in a state where the oxide

semiconductor layer 403 and the gate insulating layer 402 are in contact with each other.

By the heat treatment, oxygen can be effectively supplied from the gate insulating layer

402 to the oxide semiconductor layer 403.

[0367]

Note that the heat treatment for supplying oxygen from the gate insulating

layer 402 to the oxide semiconductor layer 403 is preferably performed before the oxide

semiconductor film is processed into an island shape, in which case oxygen contained in

the gate insulating layer 402 can be prevented from being released by the heat

treatment.

[0368]

For example, the heat treatment is performed at a temperature higher than or

equal to 350 °C and lower than the strain point of the substrate, preferably higher than

or equal to 350 °C and lower than or equal to 450 °C. Heat treatment may be further

performed in a later step. A heat treatment apparatus for the above heat treatment can be

an electric furnace or an apparatus for heating an object to be processed by heat

conduction or heat radiation from a heating element such as a resistance heating element.

For example, a rapid thermal annealing (RTA) apparatus such as a gas rapid thermal

annealing (GRTA) apparatus or a lamp rapid thermal annealing (LRTA) apparatus can be

used.

[0369]

Further, after the heat treatment is performed and while the heating temperature

is being maintained or being decreased, a high-purity oxygen gas, a high-purity N20 gas,

or ultra-dry air (having a dew point of -40 °C or lower, preferably -60 °C or lower) may

be introduced into the furnace where the heat treatment has been performed. It is

preferable that water, hydrogen, and the like be not contained in the oxygen gas or the

N20 gas. The purity of the oxygen gas or the N20 gas that is introduced into the heat

treatment apparatus is preferably greater than or equal to 6N, more preferably greater than

or equal to 7N; that is, the concentration of impurities in the oxygen gas or the N 0 gas is

preferably less than or equal to 1 ppm, more preferably less than or equal to 0.1 ppm.



By the action of the oxygen gas or the N20 gas, oxygen is supplied to the oxide

semiconductor layer, and defects due to oxygen vacancies in the oxide semiconductor

layer can be reduced. Note that the high-purity oxygen gas, high-purity N20 gas, or

ultra-dry air may be introduced during the heat treatment.

[0370]

In addition, oxygen doping is performed; thus, the oxide semiconductor layer

403 is doped with oxygen 451 (see FIGS. 20C1 to 20C3).

[0371]

For example, the doping with the oxygen 45 1 (an oxygen radical, an oxygen

atom, an oxygen molecule, ozone, an oxygen ion (an oxygen molecular ion), and/or an

oxygen cluster ion) can be performed by an ion implantation method, an ion doping

method, a plasma immersion ion implantation method, plasma treatment, or the like.

For the ion implantation method, a gas cluster ion beam may be used.

[0372]

By the supply of oxygen to the oxide semiconductor layer 403, oxygen

vacancies in the oxide semiconductor layer 403 can be filled.

[0373]

Next, the oxide semiconductor layer 403 is processed into an oxide

semiconductor layer 403 having an island shape by a photolithography process (see

FIGS. 21A1 to 21A3).

[0374]

A resist mask for forming the oxide semiconductor layer 403 having an island

shaped may be formed by an inkjet method. Formation of the resist mask by an inkjet

method needs no photomask; thus, manufacturing cost can be reduced.

[0375]

Note that dry etching or wet etching, or both, may be usable for forming the

oxide semiconductor layer 403. As an etchant used for wet etching of the oxide

semiconductor layer 403, for example, a mixed solution of phosphoric acid, acetic acid,

and nitric acid, or the like can be used. In addition, ITO-07N (produced by KANTO

CHEMICAL CO., INC.) may be used. It is also possible to employ dry etching using an

ICP etching method.

[0376]



Next, a conductive film 452 is formed over the gate electrode layer 401, the

gate insulating layer 402, and the oxide semiconductor layer 403 (see FIGS. 21B1 to

21B3).

[0377]

For example, as the conductive film 452, a film of a material which can be used

for the conductive layer 405A and the conductive layer 405B is formed by a sputtering

method or the like.

[0378]

Next, a resist mask 453 is formed over part of the conductive film 452 by a

photolithography method (see FIGS. 21C1 to 21C3).

[0379]

Then, the conductive film 452 is selectively etched using the resist mask 453 as

a mask; thus, the conductive layer 405A and the conductive layer 405B are formed (see

FIGS. 22A1 to 22A3). The gap between the conductive layer 405A and the conductive

layer 405B is determined by a photomask used to form the resist mask 453. Note that

the oxide semiconductor layer 403 is preferably not etched at that time; however, part of

the oxide semiconductor layer 403 may be etched and a first region with a first

thickness may be formed. In the case where impurities are attached to the surface of the

oxide semiconductor layer 403 at that time, the impurities on the surface of the oxide

semiconductor layer 403 are preferably removed by exposure to oxalic acid, dilute

hydrofluoric acid, or the like or by plasma treatment (such as N20 plasma treatment).

[0380]

Next, a conductive film 454 is formed so as to cover the conductive layer 405A

and the conductive layer 405B (see FIGS. 22B1 to 22B3).

[0381]

For example, as the conductive film 454, a film of a material which can be used

for the conductive layer 475A and the conductive layer 475B is formed by a sputtering

method or the like.

[0382]

Next, a resist is formed over the conductive film 454 and subjected to exposure

to an electron beam; thus, a resist mask 455 is formed (see FIGS. 22C1 to 22C3). As is

obvious from FIGS. 22C1 to 22C3, the resist mask 455 has a slit (or a slit-like groove).



Alternatively, the resist mask 455 may have a ring-like groove as shown in Embodiment

3.

[0383]

As a resist material, a siloxane-based resist, a polystyrene-based resist, or the

like can be used, for example. Note that it is preferable to use a positive resist rather

than a negative resist because a pattern with a small width is to be formed. The

thickness of the resist material is preferably set such that the ratio of the thickness of the

resist material to the width of the manufactured pattern becomes 1: 1 to 1:2. For

example, in the case where the width of the pattern is 30 nm, the thickness of the resist

can be 30 nm.

[0384]

For the exposure to an electron beam, the resist mask 455 is preferably thinner

than the resist mask 453. In order to form the resist mask 455 thin, it is preferable that

a surface on which the resist mask is formed be as flat as possible. In the method for

manufacturing the semiconductor device of this embodiment, the unevenness due to the

gate electrode layer 401 and the insulating layer 432 can be reduced by planarization

treatment of the gate electrode layer 401 and the base insulating layer 436; thus, the

resist mask can be thin. This enables the exposure to an electron beam to be

performed precisely.

[0385]

Here, in an electron beam writing apparatus capable of electron beam

irradiation, the acceleration voltage is preferably in the range from 5 kV to 50 kV, for

example. The current intensity is preferably in the range from 5 x 10 12 A to 1 x 10

A. The minimum beam size is preferably 2 nm or less. The minimum possible

pattern line width is preferably 8 nm or less.

[0386]

Under the above conditions, a pattern with a width of 30 nm or less, preferably

20 nm or less, more preferably 8 nm or less, can be obtained, for example.

[0387]

Then, the conductive film 454 is selectively etched using the resist mask 455 as

a mask; thus, an opening is formed in a region where a channel is formed (see FIGS.

23A1 to 23A3). Note that the oxide semiconductor layer 403 is preferably not etched



at that time; however, part of the oxide semiconductor layer 403 may be etched and a

second region with a second thickness which is smaller than the first thickness may be

formed. In the case where impurities are attached to the surface of the oxide

semiconductor layer 403 at that time, the impurities on the surface of the oxide

semiconductor layer 403 are preferably removed by exposure to oxalic acid, dilute

hydrofluoric acid, or the like or by plasma treatment (such as N20 plasma treatment).

[0388]

It is preferable to employ etching conditions where the etching selectivity of

the conductive film 454 to the thin resist mask 455 is high. For example, it is

preferable to employ dry etching using a mixed gas of Cl and HBr as an etching gas

with the flow rate of HBr higher than the flow rate of Cl . For example, it is preferable

that the flow rate ratio be Cl2:HBr = 20:80. In the case of etching with inductively

coupled plasma (also referred to as ICP etching) with an ICP power of 500 W, the

etching selectivity of the conductive film 454 to the resist mask 455 can be high when

the bias power is set to 30 W to 40 W.

[0389]

Next, a resist mask 456 is formed over the conductive film 454 by a

photolithography method (see FIGS. 23B1 to 23B3). At that time, the oxide

semiconductor layer 403 is preferably covered with the resist mask 456 and not exposed.

In the channel width direction, the resist mask 456 may be formed over the conductive

film 454.

[0390]

Next, the conductive film 454 is selectively etched using the resist mask 456 as

a mask; thus, the conductive layer 475A and the conductive layer 475B are formed (see

FIGS. 24A1 to 24A3). The gap between the conductive layer 475A and the conductive

layer 475B is determined by the exposure to an electron beam used to form the resist

mask 455.

[0391]

For example, the conductive film 454 can be etched by dry etching.

[0392]

Next, the insulating layer 406 is formed over the oxide semiconductor layer

403, the conductive layers 405A and 405B, and the conductive layers 475A and 475B



(see FIGS. 24B1 to 24B3).

[0393]

For example, for the insulating layer 406, a film of a material which can be

used for the insulating layer 406 can be formed by a PCVD method. Note that the

insulating layer 406 may be formed by a sputtering method.

[0394]

Note that the insulating layer 406 may be subjected to oxygen doping treatment.

For example, treatment similar to the above oxygen doping of the gate insulating layer

402 or the oxide semiconductor layer 403 can be performed.

[0395]

Furthermore, heat treatment may be performed after the insulating layer 406 is

formed. For example, the heat treatment is performed at 250 °C in a nitrogen

atmosphere for 1 hour.

[0396]

Through the above steps, the transistor 442 can be manufactured. The

channel length L of the transistor 442 manufactured at that time is shorter than 50 nm.

[0397]

With the use of the oxide semiconductor layer which is dehydrated or

dehydrogenated, supplied with oxygen, and highly purified for the transistor 442, the

carrier density of the oxide semiconductor layer can be lower than 1 x 10 14 /cm3,

preferably lower than 1 χ 10 /cm3, further preferably lower than 1 χ Ιθ" /cm3. The

off-state current per micrometer of channel width of a transistor with a channel length of

50 nm is preferably less than or equal to 10 aA ( 1 χ 10~17 A), more preferably less than

or equal to 1 aA ( 1 x 10~ A), further preferably less than or equal to 10 zA ( 1 x 10~20

A), still further preferably less than or equal to 1 zA ( 1 x 10~21 A), yet still further

preferably less than or equal to 100 yA ( 1 x 10~22 A). It is preferable that the off-state

current of the transistor be as small as possible, but the lower limit of the off-state current

of the transistor is estimated at about 10~30 Α/µηι .

[0398]

After the transistor 442 is manufactured, heat treatment may be performed.

The heat treatment may be performed more than once.



[0399]

The above is the method for manufacturing the semiconductor device of this

embodiment.

[0400]

As described with reference to FIGS. 19Ato 19C, FIGS. 20A1 to 20C3, FIGS.

21A to 21C3, FIGS. 22A1 to 22C3, FIGS. 23A1 to 23B3, and FIGS. 24A1 to 24B3, in

the example of the semiconductor device of this embodiment, a stack of a plurality of

conductive layers functions as a source electrode or a drain electrode, and the upper

conductive layer is selectively etched using a resist mask which is formed by exposure

to an electron beam. Thus, the gap between the resulting conductive layers can be

narrow, and the width thereof in the channel length direction can be short.

[0401]

The configuration, method, and the like described in this embodiment can be

combined as appropriate with any of the configurations, methods, and the like described

in the other embodiments.

[0402]

(Embodiment 11)

In this embodiment, an example of a semiconductor device (memory device)

which includes the transistor described in Embodiment 9 or 10, which can hold stored

data even when not powered, and which has an unlimited number of write cycles will be

described with reference to drawings. FIG. 25A is a cross-sectional view of the

semiconductor device, and FIG. 25B is a circuit diagram of the semiconductor device.

[0403]

Note that the semiconductor device is the same as that in Embodiment 4 except

that the transistor has a different structure; thus, detailed description is omitted here.

The semiconductor device illustrated in FIGS. 25A and 25B includes a transistor 3200

including a first semiconductor material in a lower portion, and a transistor 3202

including a second semiconductor material in an upper portion. One of the source and

drain electrode layers of the transistor 3202 is electrically connected to an electrode

3208 through an opening provided n the gate insulating layer, and the electrode 3208 is

electrically connected to the gate electrode layer of the transistor 3200. The electrode

3208 includes a conductive layer 3208a, a conductive layer 3208b, and a conductive



layer 3208c, each of which can be formed in the same process as the gate electrode

layer of the transistor 3202. The structure of the transistor 422 described in

Embodiment 9 is applied to the transistor 3202.

[0404]

When including a transistor having a channel formation region formed using an

oxide semiconductor and having extremely small off-state current, the semiconductor

device described in this embodiment can store data for an extremely long period. In

other words, refresh operation becomes unnecessary or the frequency of the refresh

operation can be extremely lowered, which leads to a sufficient reduction in power

consumption. Moreover, stored data can be held for a long period even when power is

not supplied (note that a potential is preferably fixed).

[0405]

Further, in the semiconductor device described in this embodiment, high voltage

is not needed for writing data and there is no problem of deterioration of elements. For

example, unlike a conventional nonvolatile memory, it is not necessary to inject and

extract electrons into and from a floating gate, and thus a problem such as deterioration of

a gate insulating film does not arise at all. That is, the semiconductor device according

to the disclosed invention does not have a limitation on the number of times data can be

rewritten, which is a problem of a conventional nonvolatile memory, and the reliability

thereof is drastically improved. Furthermore, since data are written by turning on or off

the transistors, high-speed operation can be easily achieved.

[0406]

As described above, a miniaturized and highly integrated semiconductor device

having favorable electrical characteristics and a method for manufacturing the

semiconductor device can be provided.

[0407]

The configuration, method, and the like described above in this embodiment can

be combined as appropriate with any of the configurations, methods, and the like

described in the other embodiments.

[0408]

(Embodiment 12)

In this embodiment, one embodiment of a structure of a memory device which is



different from that in Embodiment 11 will be described. FIG. 9 is a perspective view

of the memory device, which is described in Embodiment 5 and therefore not described

in detail here. The memory device illustrated in FIG. 9 includes a plurality of layers of

memory cell arrays each including a plurality of memory cells as memory circuits in the

upper portion, and a logic circuit 3004 in the lower portion which is necessary for

operating the memory cell arrays.

[0409]

FIG. 26 is a partial enlarged view of the memory device illustrated in FIG. 9 .

FIG. 26 illustrates the logic circuit 3004, the memory cell array 3400a, and the memory

cell array 3400b, and illustrates a memory cell 3170a and a memory cell 3170b as

typical examples among the plurality of memory cells included in the memory cell array

3400a and the memory cell array 3400b. The memory cell 3170a and the memory cell

3170b can have a configuration similar to the circuit configuration described in the above

embodiment, for example.

[0410]

Note that a transistor 3171a included in the memory cell 3170a is illustrated as a

typical example. An electrode comprising a conductive layer 3501al, a conductive

layer 3501a2, and a conductive layer 3501 a3, which is formed using the same layer as

the gate electrode layer of the transistor 3171a, is electrically connected to an electrode

3003a via an electrode 3502a. A wiring 3100a can be electrically connected to an

electrode comprising a conductive layer 3501M, a conductive layer 3501b2, and a

conductive layer 3501b3, which is formed using the same layer as the gate electrode

layer of the transistor 3171a, via an electrode 3503a. Therefore, the wiring 3100a and

the electrode 3303 can be electrically connected to the source electrode layer or the

drain electrode layer of the transistor 3171a. In addition, the electrode comprising the

conductive layer 3501M, the conductive layer 3501b2, and the conductive layer 3501b3

can be electrically connected to electrode 3003b via the source electrode layer or the

drain electrode layer of the transistor3171a, and via an electrode 3502b. A transistor

3171b included in the memory cell 3170b is illustrated as a typical example. An

electrode comprising a conductive layer 3501cl, a conductive layer 350 lc2, and a

conductive layer 3501c3, which is formed using the same layer as the gate electrode layer

of the transistor 3171b, is electrically connected to an electrode 3003c via an electrode



3502c. Each of the transistors 3171a and 3171b includes a channel formation region in

an oxide semiconductor layer. The structure of the transistor in which the channel

formation region is formed in the oxide semiconductor layer is the same as the structure

described in Embodiment 9 or 10, and thus the description of the structure is omitted.

[041 1]

FIG. 26 illustrates the structure where two wiring layers, i.e., a wiring layer in

which the wiring 31Q0a is formed and a wiring layer in which a wiring 3100b is formed

are provided between layers in which the transistor 3171a is formed and layers in which a

transistor 3001 is formed; however, the number of wiring layers provided therebetween is

not limited to two. One wiring layer or three or more wiring layers may be provided

between the layers in which the transistor 3171a is formed and the layers in which the

transistor 3001 is formed.

[0412]

FIG. 26 illustrates the structure where two wiring layers, i.e., a wiring layer in

which a wiring 3100c is formed and a wiring layer in which a wiring 31OOd is formed are

provided between layers in which the transistor 3 71b is formed and the layers in which

the transistor 3171a is formed; however, the number of wiring layers provided

therebetween is not limited to two. One wiring layer or three or more wiring layers may

be provided between the layers in which the transistor 3171b is formed and the layers in

which the transistor 3171a is formed.

[0413]

The configuration, method, and the like described above in this embodiment can

be combined as appropriate with any of the configurations, methods, and the like

described in the other embodiments.

EXPLANATION OF REFERENCE

[0414]

400: substrate, 401 : gate electrode layer, 402: gate insulating layer, 403: oxide

semiconductor layer, 404: conductive film, 405: conductive film, 405A: conductive

layer, 405B: conductive layer, 405a: low-resistance material layer, 405b: low-resistance

material layer, 405c: barrier layer, 405d: barrier layer, 406: insulating layer, 407:

insulating layer, 420: transistor, 422: transistor, 430: capacitor, 431: transistor, 432:



insulating layer, 436: base insulating layer, 440: transistor, 441: oxide semiconductor

film, 442: transistor, 451: oxygen, 452: conductive film, 453: resist mask, 455: resist

mask, 456: resist mask, 457: resist mask, 460: transistor, 474a: wiring layer, 474b:

wiring layer, 475: conductive film, 475A: conductive layer, 475B: conductive layer,

475a: barrier layer, 475b: barrier layer, 503: oxide semiconductor layer, 505a:

low-resistance material layer, 505b: low-resistance material layer, 575a: barrier layer,

575b: barrier layer, 585a: wiring layer, 585b: wiring layer, 3000: substrate, 3001:

transistor, 3003a: electrode, 3003b: electrode, 3003c: electrode, 3004: logic circuit,

3100a: wiring, 3100b: wiring, 3100c: wiring, 3100d: wiring, 3106: element isolation

insulating layer, 3140a: insulating film, 3140b: insulating film, 3141a: insulating film,

3141b: insulating film, 3142a: insulating film, 3142b: insulating film, 3170a: memory

cell, 3170b: memory cell, 3171a: transistor, 3171b: transistor, 3200: transistor, 3202:

transistor, 3204: capacitor, 3208: electrode, 3210a: conductive layer, 3210b: conductive

layer, 3212: electrode, 3216: wiring, 3220: insulating layer, 3222: insulating layer, 3224:

insulating layer, 3303: electrode, 3400a: memory cell array, 3400b: memory cell array,

3400n: memory cell array, 3501a: electrode, 3501b: electrode, 3501c: electrode, 3502a:

electrode, 3502b: electrode, 3502c: electrode, 3503a: electrode, 3503b: electrode, 3505:

electrode, 9033: clasp, 9034: display mode switch, 9035: power switch, 9036: power

saver switch, 9038: operation switch, 9630: housing, 9631: display portion, 9631a:

display portion, 9631b: display portion, 9632a: region, 9632b: region, 9633: solar cell,

9634: charge and discharge control circuit, 9635: battery, 9636: DCDC converter, 9637:

converter, 9638: operation key, and 9639: button.

This application is based on Japanese Patent Application serial no. 201 -264973

filed with Japan Patent Office on December 2, 201 1, Japanese Patent Application serial

no. 2011-265036 filed with Japan Patent Office on December 2, 201 1, Japanese Patent

Application serial no. 2011-265158 filed with Japan Patent Office on December 2, 2011,

and Japanese Patent Application serial no. 201 1-283789 filed with Japan Patent Office on

December 26, 201 1, the entire contents of which are hereby incorporated by reference.



CLAIMS

1.A semiconductor device comprising:

a gate electrode layer over a semiconductor substrate;

an oxide semiconductor layer over the gate electrode layer and overlapping

with the gate electrode layer;

a first conductive layer over the oxide semiconductor layer;

a second conductive layer over the oxide semiconductor layer;

a third conductive layer over and in contact with the first conductive layer;

a fourth conductive layer over and in contact with the second conductive layer;

and

an insulating layer over and in contact with the third conductive layer and the

fourth conductive layer and partly in contact with the oxide semiconductor layer,

wherein a gap between the third conductive layer and the fourth conductive

layer is narrower than a gap between the first conductive layer and the second

conductive layer,

wherein the first conductive layer and the third conductive layer are a source

electrode, and

wherein the second conductive layer and the fourth conductive layer are a drain

electrode.

2 . The semiconductor device according to claim 1, wherein an upper surface

and a side surface of the first conductive layer are covered with the third conductive

layer.

3. The semiconductor device according to claim 1, wherein the third

conductive layer and the fourth conductive layer are thinner than the first conductive

layer and the second conductive layer.

4. The semiconductor device according to claim 1, wherein each of the first

conductive layer and the second conductive layer is a stack of a plurality of conductive

layers.



5. The semiconductor device according to claim 1, wherein the third

conductive layer is surrounded by the fourth conductive layer with the gap between the

third conductive layer and the fourth conductive layer therebetween.

6. The semiconductor device according to claim 5, wherein each of an outer

edge of the third conductive layer and an inner edge of the fourth conductive layer is a

curved line.

7. The semiconductor device according to claim 5,

wherein both of an outer edge of the third conductive layer and an inner edge

of the fourth conductive layer are a circle, and

wherein the gap between the third conductive layer and the fourth conductive

layer is annular.

8. The semiconductor device according to claim 1,

wherein the first conductive layer and the second conductive layer are formed

with a first width of pattern and the third conductive layer and the fourth conductive

layer are formed with a second width of pattern, and

wherein the first width of pattern is smaller than the second width of pattern.

9 . A method for manufacturing a semiconductor device, comprising steps of:

forming a gate insulating layer over a gate electrode layer;

forming an oxide semiconductor layer over the gate insulating layer;

forming a first conductive film over and in contact with the oxide

semiconductor layer;

forming a first resist mask over the first conductive film using a

photolithography;

forming a first conductive layer and a second conductive layer over the oxide

semiconductor layer by selectively etching the first conductive film using the first resist

mask;

forming a second conductive film over the first conductive layer and the



second conductive layer;

forming a second resist mask over the second conductive film by performing

electron beam exposure; and

forming a third conductive layer over and in contact with the first conductive

layer and a fourth conductive layer over and in contact with the second conductive layer

by selectively etching the second conductive film using the second resist mask.

10. The method for manufacturing a semiconductor device according to claim 9,

wherein a width of the oxide semiconductor layer in a channel length direction is larger

than a width of the gate electrode layer in the channel length direction.

1 . The method for manufacturing a semiconductor device according to claim

9,

wherein a gap between the third conductive layer and the fourth conductive

layer is determined by the electron beam exposure, and

wherein a gap between the first conductive layer and the second conductive

layer is determined by a photomask.

1 . The method for manufacturing a semiconductor device according to claim

9, wherein a channel length of the semiconductor device is equal to a gap between the

third conductive layer and the fourth conductive layer.

13. The method for manufacturing a semiconductor device according to claim 9,

wherein the second resist mask has a slit-like groove.

14. The method for manufacturing a semiconductor device according to claim 9,

wherein the second resist mask has a ring-like groove.

15. A method for manufacturing a semiconductor device, comprising steps of:

forming a gate insulating layer over a gate electrode layer;

forming an oxide semiconductor layer over the gate insulating layer;

forming a first conductive film over and in contact with the oxide



semiconductor layer;

forming a first resist mask over the first conductive film by performing electron

beam exposure;

forming a first conductive layer and a second conductive layer over the oxide

semiconductor layer by selectively etching the first conductive film using the first resist

mask;

forming a second conductive film over the first conductive layer and the

second conductive layer;

forming a second resist mask over the second conductive film using a

photolithography; and

forming a third conductive layer over and in contact with the first conductive

layer and a fourth conductive layer over and in contact with the second conductive layer

by selectively etching the second conductive film using the second resist mask.

16. The method for manufacturing a semiconductor device according to claim

15, wherein a width of the oxide semiconductor layer in a channel length direction is

larger than a width of the gate electrode layer in the channel length direction.

17. The method for manufacturing a semiconductor device according to claim

15,

wherein a gap between the third conductive layer and the fourth conductive

layer is determined by the electron beam exposure, and

wherein a gap between the first conductive layer and the second conductive

layer is determined by a photomask.

18. The method for manufacturing a semiconductor device according to claim

15, wherein an area of groove in the first resist mask is 5 % of a total area of the first

resist mask or less.

19. The method for manufacturing a semiconductor device according to claim

15, wherein the second resist mask has a slit-like groove.



20. The method for manufacturing a semiconductor device according to claim

, wherein the second resist mask has a ring-like groove.
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