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2,690,002 

METHOD OF MAKING HOLLOW SHEET 
METAL FABRICATIONS HAVING A PLU 
RALITY OF INTERCONNECTED PAS 
SAGEWAYS 

Leland H. Grenell, Pasadena, Hilis, Mo., assignor 
to Olin Industries, Inc., East Alton, Ill., a cor 
poration of Delaware 

Application November 18, 1949, Serial No. 128,116 

5 Claims. (C1. 29-1573) 
This invention relates to the manufacture of 

sheet metal fabrications and in particular to 
Structural menihers, heat exchangers, fluid Con 
tainers, and the like made of sheet metal and 
to a, in ethod of making the same. 

Structural members for some uses must have 
at, east Oae fat or Smooth Surface, for instance, 
When used as airplane fuselage, Wing, or tail 
surfaces, box car walls, and the like, and it has 
been customary to utilize two metal sheets face 
to face, one flat, and One indented, riveted, Spot 
Weided, or brazed together. In Such composite 
members, the ribs or bulges of the indented sheet 
strengthen and stiffen the flat sheet and thereby 
reinaforce the lenber. In the art of Inakiing 
refrigerator evaporators, radiant heaters, and 
the like, such heat exchange devices in general 
are composed of a plurality of tubes or cham 
bers adapted to Selve as a conduit for the fluid 
of the heat exchange System and have been con 
Stiructed heretofore of relatively thin gauge sheet 
ineta by a nethod which involves indenting 
channels or grooves in the metal sheeting in a 
pattern designed to provide after aSSembly inter 
connecting passageways. Two of the sheetS are 
then arranged face to face in Superposed rela 
tion and joined together by brazing or Spot 
Weiding along predetermined lines to provide the 
desired fuid passageways between the sheetS. 
Another method for making heat exchange de 
vices, disclosed in U. S. Patent 1,779,911 issued 
to Lite, October 28, 1930, consists briefly in 
superposing two sheets of metal, Sealing the edges 
of the sheets by Welding, joining the inner faces 
of the sheets at spaced intervals by Spot-welding, 
and then introducing fluid pressure through a 
hole in one of the sheets to expand and separate 
the sheets between the Spot-Welds. 
Now, the brazing, riveting and Spot-welding 

methods utilized in producing Such fabrications 
have attendant disadvantages. For instance, 
when the sheets are joined by brazing, one must 
eimploy a brazing alloy and an extra processing 
step of inserting and adequately positioning the 
blazing strip is required. Further, the brazed 
joint is not always mechanically perfect and the 
sheets ray Separate When StreSS is applied. Like 
wise any strengthening of the tube or rib walls 
due to working is lost owing to the annealing 
effect obtained at the brazing temperature. The 
Spot-Welding and riveting techniques are not 
adapted for complete sealing of the sheets be 
tWeen the ribs or fiuid passageways, particularly 
When the IribS OF passages are formed by long 
ducts following either Straight, or serpentine, 
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tortuous or other intricate paths. With Such 
structures, voids are often found present between 
the sheets at points other than the intended ribs 
or passageways, resulting in possible lower 
strength in the case of structural members, and 
in leaks in the case of heat exchangers, and 
other"Wise detract from the efficiency of Such 
fabrications. Further the coarse-grained cast 
structure of the Spot-welds tends to Weaken the 
fabrication at these points. Likewise, the Spot 
welding procedure is not in general well Suited 
for alloys of high electrical conductivity and in 
in any instances the Surfaces of the sheets tend 
to adhere to the Spot-welding electrodes marring 
the sheets and requiring frequent cleaning of the 
electrodes. 

It is therefore an object of this invention to 
provide an economical, efficient method for manu 
facturing such sheet metal fabrications free of the 
limitations and disadvantages Set forth in the 
foregoing. Another object of the invention is 
to provide an economical method for manufac 
turing heat exchange devices from sheet metal 
of either high or low electrical conductivity, 
which method permits complex duct patterns or 
conduit Systems to be utilized Without the ha2 
ards of fluid leaks. Still another object is to 
provide a relatively low cost thermally efficient 
heat exchange device. A further object is to 
provide a low cost method of forming relatively 
strong structural members, fluid containers, and 
other such devices from metal sheeting. A Still 
further object is to provide a relatively low cost, 
light weight, strong sheet metal structural men 
ber. 

ihe foregoing objects and advantages, as well 
as others which may become apparent from the 
detail description hereinafter, are accomplished 
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in accordance With this invention by a combina 
tion of processing Steps including Sandwiching a 
pattern of a non-bonding or Separation material 
between two sheets of metal, forming a single 
layer of inetal between the areas covered by the 
Separation material by pressure Welding, and 
applying a fluid pressure on the inner surfaces 
held apart by the separation material to expand 
the metal in these areas. Any desired processing 
may be employed intermediate the aforenained 
steps provided such processing does not intel 
fere with the functioning of said steps. The 
diameter, length, and positioning of the cavities 
formed within the sheet by the fluid pressure 
and the resulting bulges or ribs on the surface 
depend mainly upon the pattern dimensions and 
design in which the separation material is origi 
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nally applied and complex and intricately shaped 
reinforcing ribs or conduits are thus readily 
forged by applying the desired pattern. No 
Woids exist between adjacent passageways or ribs, 
Since the metal of the sheets intermediate the 
paSSageWays are forged or pressure Welded into 
Oile layer of metal of Substantially unifornin corn 
position. 
Having described in the foregoing in a general 

Way the nature and Substance of this invention, 
there follows a nore detailed description of pie 
faired embodiments thereof with reference to the 
accorpanying drawing in which: 

Figure i is a plan view illustrating a sheet of 
Inletal coated With a pattern of Separation inna 
terial, 

Figure 2 is a plan view illustrating a sheet 
Of metal to be Superposed on the coated sheet 
of Figure 1, 

Figure 3 is an end View illustrating the metal 
sheets of Figures 1 and 2 after assembly, 

Figure 4 is a perspective view illustrating the 
a SSeinbly of Figure 3 after hot rolling, 

Figure 5 is an enlarged Sectional view illustrat 
ing the metal sheet at BB of Figure 4, 

Figure 6 is a plan view illustrating reinforced 
imetal Sheeting Suitable for use as a heat ex 
changer, 

Figure 7 is a Sectional view taken at AA in 
Figure 6, 

Figure 8 is a Sectional view illustrating another 
eing Odiinent, in which the sheet has ribs only on 
Qine Surface, 

Figure 9 is a Sectional view illustrating a metal 
Sileet held in a die, 

Figure 10 is a Sectional view illustrating a sheet 
formed in accordance with this invention, 

Figure il is a plan view illustrating another 
embodiment, in which the ribs are on one surface 
Of the sheet in One area, and on the opposite sur 
face in another area, and 

Figure 12 is a CrOSS-Sectional view of the sheet 
of Figure 11. 

Referring first to Figures 1 and 2, for the man 
ufacture of a heat exchange device, sheets 1 and 
2 of metal, 0.070 inch thick and composed of 92% 
to 94% Copper, 2.05% to 2.60% iron, 0.025% phos 
phorus, 0.05% lead, with the balance zinc, are 
first degreased by immersion in an organic sol 
vent bath, Such as naphtha, or white gasoline, at 
FOOIn temperature and then wiped free of solvent, 
The sheets are then cleaned in an acid bath con 
taining approximately 1 part by volume of 68% 
initric acid, 1 part by volume of 95% sulphuric 
acid, and i part by Volume of water at room tem 
perature. Such treatment is designed to remove 
any oxide film On the metal. The sheets are then 
rinsed thoroughly in cold water and subsequently 
in hot Water, and air dried at room temperature. 
ihe clean Surface of the sheet is desirable in 
Order to Secure good bonding in the subsequent 
hot rolling operation. 
A separation or weld-preventing material 3, 

consisting of a mixture of graphite in water glass, 
is then applied in a thin layer to selected areas 
On the face of sheet according to a predeter 
mined pattern. Such separation material may be 
Sprayed through a masking die, painted through 
a stencil, Squeezed through a silk screen, or ap 
plied in any other suitable manner. For in 
Stance, if the separation material 3 is to be ap 
plied through a silk screen to the selected area, 
graphite in the ratio of about three to four kilo 
grams to three liters of water glass solution is 
Satisfactory. A thinner more fluid mixture is, of 
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4. 
Course, used if the separation material is to be 
applied by painting or spraying on the Selected 
area.S. 
The elongation of the metal during Subsequent 

rolling must be allowed for in the shape and di 
mension of the pattern of separation inaterial 
originally applied to the sheet. For instance, the 
Strip and pattern is lengthened in the direction of 
rolling in substantially inverse proportion to the 
change in thickness of the assembly. Pattern 
lines O and f that run perpendicular to the 
direction of rolling are, therefore, increased in 
width, as indicated at 2 and 3, in substantially 
inverse proportion to the change in thickness of 
the aSSembly. Pattern lines 3 that run in the 
direction of rolling are not changed appreciably 
in width as indicated at 6, Figure 6. Thus, if one 
Wishes a conduit running perpendicular to the 
direction of rolling one inch in diameter and the 
assembly thickness during the rolling operation is 
reduced to one-half the original thickness, then 
the pattern lines running perpendicular to the 
direction of rolling must be made only about one 
half inch wide. The thickness of the layer of 
Separation material decreases in direct propor 
tion. With the decrease in thickness of the as 
Sembly during rolling due to the Spreading or 
elongation of the material during the rolling 
Operation. The thickness of the layer of separa 
tion material after rolling should be sufficient to 
prevent bonding of the metal except, where such 
bonding is desired. 
After the patter of separation material 3 has 

been applied to sheet , the sheet 2 is placed on 
Sheet With the Separation material 3 between 
them, Figure 3. If sheet 2 is perinitted to nove 
freely in frictional contact with the separation 
material on sheet prior to the Subsequent hot 
rol operation, the pattern is likely to be darnaged 
or distorted so that the desired conduit system 
will not be obtained. i.he sheets are therefoie 
fastened together to avoid obliteration of the pat 
tern, by any Suitable means, Such as heli-arc 
welding the edges, tacking the edges together by 
spot-welding, or by Crimping the edges, or the 
like. 
The assembly is then placed in a furnace and 

heated to about 900° C. To prevent oxidation of 
the inner faces of the sheets and 2, the edges of 
the assembly may be completely sealed as by 
Welding or the like, or an inert or reducing atmos 
phere may be employed in the furnace if desired. 
The temperature of 900° C. is about 160° C. below 
the melting point of the alloy and is sufficiently 
high to effect pressure Welding of the two sheets 
of metal in the hot rolling step to be described 
hereinafter. The exact temperature to be used 
for pressure welding is, of course, dependent upon 
the melting point of the particular metal or alloy 
utilized and should be relatively close thereto. 
Inasmuch as each sheet of the netai, and 2, 

is 0.070 inch thick and the layer of separation 
material 3 is Only about 0.002 to 0.095 inch thick, 
the assembly, Figure 3, is about 0.14 inch thick. 
AS SOOn as the aSSenably has reached a tempera 
ture of about 900° C. it is hot rolled in one pass 
to a thickness of about 0.070 inch and is the 
cleaned With acid, Washed and dried as described 
in the foregoing treament of sheets and 2. it, 
is desirable to hot roll to a reduction of thick 
neSS of at least 35% in order to insure welding 
of the sheets, and a reduction of approximately 
50% in one pass is preferable as is described in 
the foregoing. The Welded sheet is then cold roled 
to a finish gauge of about 0.048 inch thickness, is 
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then annealed at a temperature of 750° C. for One 
half hour to remove the hardening effect of the 
cold rolling, and is then cleaned by acid, Washing, 
and drying treatments as described hereinbefore. 
The cold rolling step is carried out in Order to 
accurately control the thinness of the sheet. If 
sufficient accuracy in gauge for the particular 
use can be obtained by hot rolling, the entire re 
duction can be carried out by hot rolling, and 
the cold rolling and annealing treatments re 
ferred to in the foregoing may be omitted. The 
strength of the sheet formed by the hot rolling 
Step is appreciably greater than that of the cast 
Structure obtained with Spot-Welding techniques. 
The cast structure formed by Spot-Welding con 
tains appreciably larger grains than the sheet 
prior to such welding, whereas the sheet formed 
by the hot rolling step has a grain size Substan 
tially uniform throughout the sheet. 

In applying the separation material 3 to sheet 
l, a portion is extended to the edge of the sheet 
at A. The unbounded edge 4 of sheet 9, Figure 
4, is then pried open mechanically, and a copper 
tube is inserted into the opening and Silver 
soldered, brazed, or threaded therein. The free 
end of the coppei tube is attached to an hy 
draulic pump by any Suitable means such as a 
sleeve and nut, and about 250 to 300 pounds per 
Square inch fluid pressure is applied to expand 
the metal in the unwelded inner portions of the 
Sheet containing the Separation material. Only 
Sufficient pressure need be applied to bulge the 
metal in these areas to an extent Sufficient to pro 
Wide the desired cavities or conduit indicated at 
6, 2 and 3, Figures 6 and 7. As will be under 
Stood in the art the amount of fluid pressure 
necessary Will vary With the gauge, temper, and 
composition of the metal used. If desired, to 
produce very Sharp, intricate conduit patterns, 
the Sheet 9 prior to application of the pressure 
may be placed in a die Whose faces are recessed 
in accordance With the desired conduit pattern. 
During the application of the fluid pressure, the 
conduit Walls 6, 2, and 3 within the die are re 
duced in thickness about 0.001 to 0.002 inch from 
the original thickness of about 0.024 inch on each 
Side of the Separation material prior to applica 
tion of the fluid pressure, and appear as bulges on 
the Surfaces of the sheet. The cavity walls are 
thus strengthened by the Work-hardening effected 
by expansion of the metal, 
When no die is used, the metal expands with 

little or no thinning of the cavity wall and the 
cavity is formed upon applying the fluid pressure 
merely by further Separation or opening up of the 
metal in the separation material areas with a 
resultaint decrease of sheet length or width, or 
both, depending on the design and dimension of 
the cavities. However, the sheet may be so held 
in a die, during application of the fluid pressure, 
that the length or width does not decrease and 
the expansion is accomplished by a thinning of 
the Cavity Wall, as in the foregoing. 

In Sone instances it may be desirable to have 
the heat eXchange device in a shape other than 
a relatively fiat sheet, for instance, a U-shaped 
device may be desired, such as is used to partially 
Surround the ice cube or freezing Compartment 
of a refrigerator. For such purpose the sheet 9 
can be bent into the desired shape either before 
or after the fluid pressure has been applied to 
form the conduit within the sheet. If the bend 
ing is done after the conduits have been formed, 
the conduit pattern should be so designed as to 
permit Such bending and care should be observed 
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6 
in Such deforming operations to avoid closing off 
desired passageways. A hole such as illustrated 
at 8, Figure 6, may be drilled into the conduit and 
a Copper tube partially inserted therein and silver 
soldered or brazed thereto which copper tube 
may then serve along with copper tube to pro 
Wide an entrance and exit for the heat exchange 
medium. The conduit S, A2, and 3, Figure 6, 
corresponds Substantially to the pattern of sepa 
iation material 3, Figure 1. 
While the foregoing specific embodiment is de 

Scribed with particular reference to a heat ex 
changer, it will be understod that the expanded 
Sheet 9, Figure 6, is relatively strong and rigid due 
to the ribs formed by the conduit 6, 2, and 3 
and minus the inlet and outlet, 7 and 8, can be 
used to advantage as a sheet metal structural 
member. If a structural member having only 
longitudinal reinforcing ribs is desired, the ends 
of the sheet may be cut off for a sufficient distance 
to remove the transverse conduits, or headers, 
i2 and 3. The cavities in the sheet whether 
they be ultimately utilized for the sheet strength 
ening effected by their walls or as fluid conduit, 
Or both, may as pointed out hereinbefore have 
practically any desired design, the design being 
controlled by the pattern of separation materia), 

For Some uses, it may be desirable to have the 
bulges formed by the cavities all on one side of 
the sheet instead of on both surfaces. An em 
bodiment illustrating such construction is shown 
in Section in Figure 8, in which the conduit is 
and 2 forms bulges on only the top surface of 
the sheet. Such construction, which is well. 
adapted for structural members having a flat or 
Smooth face, can be obtained, for instance, if 
One sheet is Sufficiently thicker than the other 
that all expansion occurs on the thin sheet sur 
face when the fluid pressure is applied. For ex 
ample, the bottom sheet utilized may be ten 
times as thick as the sheet 2 and the pattern ap 
plied, the sheets assembled and hot rolled until 
preSSure Welded, and the fluid pressure applied, 
etc., as described in the foregoing embodiment, 
the final thickness of the device being greater, 
of course, due to the greater thickness of the 
bottom sheet. Such construction, as is illustrated 
in Figure 8, may also be obtained by inserting 
the rolled sheet 9 containing the separation ma-. 
terial 3 in a die having one face recessed to coin 
form to the conduit pattern and the other face 
unrecessed. Upon applying fluid pressure on 
the unWelded inner surfaces of sheet 9 one sur 
face of the sheet is prevented from expanding 
by the unrecessed face of the die, whereas the 
other Surface of the sheet expands into the re 
CeSSes in the other face of the die. For some 
uses as in Structural members, a semicircular 
bulge or rib may not be as desirable as some 
other shape. The contour of the expanded sur 
face may be controlled by providing the recesses 
in the die face with the desired contour. For 
instance, Figure 9 illustrates an embodiment for 
forming an angular contour instead of the semi 
circular contour shown for the ribs in Figure 
8. The unexpanded sheet 9 containing separa 
tion material 3 is held between the unrecessed 
die plate 7 and the die plate 6 having angular 
shaped recesses 8 in its inner face positioned 
over the separation material 3 within the sheet 
9. Upon applying the fluid pressure, as described 
hereinbefore, the Surface of the sheet expands 
forming angular contoured ribs 9, Figure 10. 

75 
In Some instances it may be desirable to have 
the bulges forming the conduit partly on one side 
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Of the sheet and on the opposite Side of the sheet 
in other area.S. Such an embodilent is illus 
trated in Figures 11 and 12, where it may be seen 
that the conduit is formed by expansion of the 
top Surface towards the ends of the sheet, and 
by expansion of the botton Surface near the 
center of the sheet. Here again such construc 
tion is accomplished by inserting the sheet 9 in a 
die whose faces are recessed in accordance with 
the pattern to permit the desired expansion of 
the top Surface near the ends of the Sheet 9 form 
ing bulge i4 and of the bottom Surface at the 
center forning bulge 5. The conduit, thuis lies 
above the plane of the sheet at the end politions 
and below the plane of the sheet at the canter 
portion. Where the sheet is to be shaped, for 
instance into a U-shape to fit about the ice-cube 
compartment of a refrigerator, it may be highly 
desirable to permit bulging of only Gnc Sura, 33 
in various areas of the Sheet in accorda. Ince with 
the practice illustrated in the foregoing. 
While in the foregoing a specific rolling, an 

nealing, and cleaning sequence is described, it 
will be understood that Various rolling, a nea 
ing and cleaning techniques, trimning, tacking 
the sheets together, shaping and other Such Op 
erations may be employed in accordance With 
this invention between the Step of applying the 
separation material and the step of applying the 
fiulid preSSure, depending upon the prevailing 
practice aid the physical characteristics desired 
in the finished product. For instance, the not 
and cold rolling may be carried out in a number 
of steps depending upon the ecolonics of the 
situation and available rolling equipment, Or the 
cold rolling or annealing, or both, may be omit 
ted entirely. Whereas, the pressure Weld is a c 
complished by hot rolling the assembly in ac 
cordance With the preferred practice Set forth 
herein, it is to be understood that Some metal 
sheeting may be pressure welded mereiy by ap 
plying Sufficient preSSure at room temperature 
aid that, such pressure Welding technique may 
be utilized in accordance With this invention. 
Regardless, however, of the intern ediate prog 
essing used, it is necessary that the metal of the 
sheets be suitably joined to form one Substan 
tially uniform layer at all superposed points not 
held apart by the Separation naterial prior to 
application of the fluid preSSure. 
The process is well Suited for continuous op 

eration. For example, the patterns of the sep 
aration material Inay be applied Successively to 
the Surface of a strip of metal being unwound 
fron a coil, a second Strip of metal being un 
wound fron another coil may be Superposed O. 
the pattern-coated strip, and the strips then 
tacked together by spot-welding, edge Crimp 
ing, or the like and fed continuously through 3. 
heating furnace and hot rolling mill. After the 
rolling and other Such processing has been con 
pleted, the pressure welded strip containing the 
separation material is then expanded by apply 
ing fiuid pressure as described above to the in 
ternal metal surfaces coated With Separation 
imaterial. 
Any suitable separation material innay be en 

ployed, its chief function being to prevent bond 
ing of the coated surfaces during the Welding 
operation. For instance, in addition to ti8 
graphite water glass mixture set forth in the 
foregoing, other inorganic ingredients and Enix 
tures may be employed such as zinc oxide, kiesel 
guhr or other diatomaceous earths, flint, talc, 
powdered quartz, clays, and the like and mix 
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8 
tures thereof with each other and with graphite 
and water glass or the like. The separation ina 
terial used must, of course, be So compounded 
as to fiow or elongate with the metal and retain 
uniformly sufficient thickness to prevent bond 
ing where not desired. Likewise, although th 
embodiment is described in the foregoing With 
particular reference to copper base alloys, the 
process of this invention is applicable to other 
metal sheeting, for exainple, aluminun, inagne 
sium, Steel, and the like adapted to be pressure 
Welded. As will be apparent from the foregoing, 
the process of this invention permits the fabri 
cation of a sheet of metal provided with internal 
ducts or internal passageways of Substantially 
any desired design or pattern, which cavitied 
sheet of metal. With appropriate conduit pattern 
is adapted for use as a lower cost, more efficient 
heat exchange device than is obtainable With 
prior processes. Relatively thick low cost sheet 
stock may be employed since the desired cavity 
wall thinness is obtained by the thinning action 
resulting from the pressure Welding step and 
the thinning of the metal in the immediate area. 
upon which the fluid pressure is applied. In 
prior methods, in which the cavity Wall Was 
Stamped or drawn, the sheet Stock used had to 
be substantially of the thinneSS desired in the 
cavity wall. Likewise, the process permits the 
manufacture of cavitied sheet metal Weil Suited 
for strong light weight, structural members and 
other uses. It is to be understood that the en 
bodiment of the present invention as shown and 
described is only illustrative and that many 
changes may be made therein Without departing 
from the spirit and Scope of the invention as Set 
forth in the following claims. 
The Word “sheet' is used in the appended clairns 

to define a piece of metal which is Very thin in 
relation to its length and breadth. 
Having thus described the invention what is 

claimed and desired to Secure by Letters Pat 
ent is: 

1. The method of making hollow sheet metai 
fabrications having a plurality of interconnected 
passageway portions in the form of a single sheet 
of homogeneous metal which consists essentially 
of interposing a pattern composed of Separation. 
material between two clean-surfaced metal 
sheets, which pattern has the general configura 
tion of the desired pattern of passageway poi 
tions but is foreshortened in One direction and 
includes a, plurality of spaced, relatively narrow, 
elongated, interconnected passageway portions 
arranged to define between then a plurality of 
spaced areas free from Separation material in 
which the sheets are to be Welded together; Se 
curing said plates together at portions other thain 
those portions opposite the pattern of Separa 
tion material to prevent relative Slippage dur 
iing a subsequent rolling Operation; unifornly re 
ducing the thickness of the assembly by at leaSt 
35%, elongating the assembly in the direction i: 
which the pattern of separation material is fore 
Shortened to extend the pattern of Separation 
raterial and the area of the sheets between Said 
passageway portions in that direction without, 
appreciable extension of the pattern of the Sep 
aration material or the areas of the sheets ce 
tween said passageway portions in a trainSVerse 
direction and welding the contacting inner Sur 
faces of the sheets in the areas Surrounding the 
pattern of separation material and between Said 
spaced passageway portions, all, and Sinuita 
neously, by hot rolling the assembly in the di 
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rection of said pattern is foreshortened; separat 
ing the metal opposite the Separation material 
at one point sufficient to form an inlet for fiuid; 
and introducing fluid through Said inlet under 
Such pressure as to expand the metal opposite 
the separation material sufficiently to form a 
plurality of interconnected passageWay portions 
conforming in design to the design of the elon 
gated pattern of separation material. 

2. The method of claim 1 in Which the hot. 
rolling of the assembly is such as to reduce the 
thickness thereof by at least 50%. 

3. The Inethod of claim 1 in Which the inter 
connected passageway portions of the separation 
material include at least one elongated area. 
and a plurality of transversely-extending areas. 

4. The method of claim 1 in Which the sheet 
resulting from the hot rolling Operation is placed 
between a pair of spaced confining die faces have 
ing portions at least opposite the pattern of the 
Separation material Which are Spaced apart a 
distance Substantially greater than the thick 
ness of the resulting sheet; and the fiuid forces 
the metal opposite the separation material into 
contact with at least one of the adjacent faces 
of the confining dies with Sufficient force to cause 
the metal contacting said face to assume the 
shape of said face at the places of Contact there 
With. 

5. The method of claim 1 in which the sheet 
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10 
metal fabrication is a heat-exchanger element 
and an outlet from said passageways is formed 
at a place remote from the inlet. 
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